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Solvent-free synthesis of a new perfluorinated
MIL-53(Al) with a temperature-induced breathing
effect†
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Matteo Signorile, b Marco Taddei, d

Valentina Crocellà *b and Ferdinando Costantino *a

We report on the solvent-free synthesis of the perfluorinated

analogue of the well-known breathing metal–organic framework

MIL-53(Al), i.e., F4-MIL-53(Al), featuring tetrafluoroterephthalic

acid as linker. The crystal structure was solved and refined from

powder X-ray diffraction data and confirmed to be isoreticular

with MIL-53(Al). As already reported for the MIL-53(Al) analogue,

F4-MIL-53(Al) displays a peculiar breathing effect solely induced

by the temperature; however, in the latter case the transition

occurs with almost no hysteresis and fast kinetics. This unique

behavior is reported here for the first time and experimentally

demonstrated using differential scanning calorimetry and variable

temperature X-ray diffraction.

The development of clean and sustainable methodologies for
the large scale synthesis of metal–organic frameworks
(MOFs) is a challenge attracting wide scientific interest.1

Traditional protocols for MOF preparation often need the use
of dipolar aprotic solvents such as N,N-dimethylformamide
(DMF) or N,N-dimethylacetamide (DMA), that present a
harmful ecotoxicological profile and, for this reason, are
restricted by the European Chemicals Agency (ECHA).2 Even
with the use of more sustainable media (e.g., water,
acetonitrile or biomasses derived media),3,4 solvents
represent one of the main costs and the main sources of
waste in MOFs synthesis. In addition, their recycling is not
straightforward, often due to the presence of unreacted

species or by-products.5 An effective way to design cheaper
and efficient protocols for the preparation of MOFs includes
solvent-free syntheses, although the complete elimination of
the reaction media is often not trivial. Mechanochemistry,
accelerated aging and “shake n' bake” are some of such
synthetic strategies frequently used for achieving MOFs of
good quality.6

Aluminum is one of the cheapest and most abundant
metals present in nature (8.2 wt% on the earth crust).7 The
interest for this metal as inorganic node in MOFs has seen a
rapid growth in the last decade, as a large variety of Al-
MOFs8–13 were reported in the literature. These MOFs usually
display high stability and find application in atmospheric
water harvesting,14 gas separation,15 adsorption-driven heat
pumps16–18 and molecules sorption in solution.19 Since their
first appearance in the literature, there is a particular interest
on MOFs with the MIL-53 topology and on their breathing
behaviour due to their high stability and good gas loading
capacity and their performance in the separation of CO2.

6

Perfluorinated linkers bearing electron-withdrawing atoms
can strongly interact with molecules having quadrupole
moments like CO2, thus increasing the affinity with the
probe.13 We have already used perfluorinated linkers for
the synthesis of MOFs such as UiO-66(Ce),20 MIL-140(Ce),20
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Design, System, Application

The current paper deals with the preparation, via a solvent-free
methodology, of a novel perfluorinated Al-MOF with MIL-53(Al)
topology based on tetrafluorotherephtalic acid (H2-F4BDC). The
MOF is constituted of infinite AlO6 1D units which design rhombic
channels running along the c-axis. The synthetic conditions were very
simple and they did not need the use of any solvent except methanol
and water for the washing. Gas sorption analysis was carried out
indicating a microporous structure with BET surface area higher than
1000 m2 g−1. Temperature dependent X-ray powder diffraction coupled
with DSC analysis revealed the presence of a narrow pore to large pore
reversible phase transition purely induced by temperature which is
rarely observed on this kind of materials.
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MOF-801(Zr).21 Tetrafluoroterephthalic acid (H2-F4BDC) has
been recently used as linker for the synthesis of several
MOFs20,22 showing peculiar gas sorption behaviour. Among
them, F4-IL-140A(Ce) displays an interesting S-shaped
CO2 adsorption isotherm at room temperature, responsible
for a high CO2/N2 IAST selectivity.20 Moreover, in F4-MIL-
140A(Ce), guest molecules induce the rotation of the aromatic
rings, whereas this effect is not reported in the non-
fluorinated analogue.20 In this work, we focus on
fluorinated Al-based MOFs and we present a simple strategy
for the solvent-free synthesis of the perfluorinated analogue
of MIL-53(Al) (hereafter F4-MIL-53(Al)) starting from H2-
F4BDC and Al(NO3)3·9H2O as precursors.

F4-MIL-53(Al) was synthesized by mixing the powders of
the two reagents in equimolar ratio in a Teflon reactor and
heating at 120 °C for 24 h. The synthetic procedure did
not need any kind of solvent, other than the hydration water
contained in the metal precursor. A microcrystalline product
was obtained and the unreacted reagents were washed with
water and acetone. The crystal structure, solved ab initio from
powder X-ray diffraction (PXRD) data and refined with the
Rietveld method (Fig. 1), displays orthorhombic symmetry
(space group Imma) with a = 6.6305(15) Å, b = 18.117(5) Å,
and c = 10.748(3) Å as lattice parameters (all refinement
details in ESI†). F4-MIL-53(Al) exhibits the well-known
structure of the MIL-53 MOFs family: the framework is
constituted of 1D chains running along the a-axis and built
from OH corner-sharing [AlO4(OH)2] octahedra connected by
F4BDC linkers (Fig. 1). The aromatic rings are disordered,
and they were refined over two equivalent tilted positions
with 50% occupancy each. The two carboxylate moieties of
each F4BDC are linked to different aluminium cations with
an interatomic distance that is typical of Al–O bond in
octahedra (1.8–2 Å). C–C, C–F, and C–O distances of the
linker are 1.4–1.5 Å, 1.3 Å, and 1.2 Å, respectively.

Argon adsorption analysis was performed at 87 K to evaluate
the specific surface area (SSA) of F4-MIL-53(Al). The isotherm
shows a type I(a) profile (Fig. S4†) according to the IUPAC
classification, characteristic of materials having micropores of
width <1 nm.23 The resulting SSA is 1042 m2 g−1, lower than
that reported for MIL-53(Al), measured using the same
adsorbate (1480 m2 g−1).24 This can be attributed to the
presence of a heavier and bulkier linker in F4-MIL-53(Al).

The local structure of F4-MIL-53(Al) was further
investigated by multinuclear (1H, 19F, 13C, and 27Al) solid
state nuclear magnetic resonance (SS-NMR) spectroscopy.
The 1H spectrum of F4-MIL-53(Al), acquired by direct
excitation (DE) under spinning at the magic angle (MAS),
shows a peak at 3.2 ppm (Fig. 2a) ascribable to μ2-OH groups.
The observed chemical shift is slightly higher than that
reported for MIL-53(Al).25–27 No signals arising from
carboxylic acid groups of residual H2-F4BDC are detected in
the spectrum. A single signal is observed also for fluorine
atoms on F4BDC linkers in the 19F DE-MAS spectrum, with a
wide spinning side band pattern arising from fluorine
chemical shift anisotropy (Fig. S5†) and an isotropic signal
centred at −145.0 ppm (Fig. 2b). The 19F–13C cross-
polarization (CP) MAS spectrum (Fig. 2c) shows three sharp
signals at 117.2, 145.4, and 166.3 ppm ascribable to
quaternary, fluorinated and carboxylic carbons of F4BDC,
respectively, confirming that no unreacted linker is present
in the sample. In the 27Al DE-MAS spectrum (Fig. 2d), a
signal typical of Al atoms in an octahedral environment is
observed, arising from [AlO4(OH)2] centres. The chemical
shift and quadrupolar interaction parameters obtained by an
analysis of the spectral line shape (δ = 3.9 ppm, CQ = 9.46
MHz, and ηQ = 0; Fig. S6†) are similar to those reported for
the high temperature (lp) phase of MIL-53(Al),26–29 although
with a larger value of the quadrupolar coupling constant CQ,
indicating that a higher electric field gradient is experienced

Fig. 1 Left: Rietveld refinement of F4-MIL-53(Al). The experimental PXRD pattern is shown in blue, the calculated in red and the difference
(experimental − calculated) is given in grey. The allowed reflection positions are given in black. Right: Crystal structure of F4-MIL-53(Al). Colour
code: aluminium (blue), carbon (grey), oxygen (red) and fluorine (green).
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by the Al nuclei bound to F4BDC linkers. It must be pointed
out that an effect on CQ has been reported upon
functionalization of BDC linkers.25 On the other hand, ηQ = 0
is a hint of high local symmetry for Al centers in F4-MIL-
53(Al), in agreement with their location on a special position
with Wickoff symbol 4d and site symmetry 2/m.

The thermogravimetric analysis (TGA) (Fig. S7†) shows a
weight loss of about 3% between 25 and 200 °C, attributed to
residual water loss. The decomposition of the framework
starts at 450 °C with a steep weight loss of 80% and, up to
the end of the analysis, no other significant weight losses are
observed. Experimental data and theoretical molecular
formula are in good agreement (calcd 70%, obs 80%) and
lead to a formula Al(OH)(F4BDC)·0.4H2O. The presence of a
small amount of physisorbed water (interacting via hydrogen

bonding with the structural OH groups) is also suggested by
the IR spectra of the as synthesized sample, characterized by
a weak and broad component between 3500 and 3200 cm−1,
ascribed to the stretching vibrations of hydrogen-bonded OH
species; this water is then easily removed by simply
outgassing the sample at room temperature (Fig. S8†). A
detailed description of the IR spectra of F4-MIL-53(Al)
is reported in the ESI.†

Variable temperature-PXRD (VT-PXRD) patterns were
collected between 25 and 240 °C (Fig. 3 – left and S9†) to
investigate the effect of temperature variations on the
structure of F4-MIL-53(Al). A phase transition starting at 180
°C is observed, when a shoulder at 8.60° 2θ close to the main
reflection (9.70° 2θ) arises, indicating the formation of a large
pore (lp) phase. This phenomenon could be related to an
initial (but not total) breathing effect induced by the removal
of the small and weak interacting amount of water present in
the pristine material, already highlighted by the IR spectra
and by the TG analysis (which shows the loss of this water
within 200 °C – see Fig. S7 and S8†). Above 200 °C, therefore,
the material is totally anhydrous, but still increasing the
temperature to 240 °C, the XRD pattern totally evolves
towards the lp phase. In Table S2† the comparison between
the lattice parameters of F4-MIL-53(Al) obtained from
Rietveld refinement of the initial structure and those
obtained from Pawley fit of the material at 240 °C is shown
(Fig. S10†). Moving from the np to the lp phase, the unit cell
volume changes from 1292.1 to 1482 Å3, corresponding to a
14.7% increase. In comparison, the np to lp phase transition
in MIL-53(Al), which occurs only in response to the loss of
adsorbed water at elevated temperature, involves a unit cell
volume change from 946.74 to 1411.84 Å3, corresponding to a
49.1% increase.30 This is mainly due to the much lower

Fig. 2 (a) 1H DE-MAS-NMR, (b) 19F DE-MAS-NMR, (c) 19F–13C CP-MAS-
NMR, and (d) 27Al DE-MAS-NMR spectra of F4-MIL-53(Al).

Fig. 3 VT-XRPD patterns of F4-MIL-53(Al) at room temperature (25 °C – black), before the phase transition (120 °C red), after the phase transition
(240 °C purple) and after returning to the room temperature (25 °C – light grey) (left). DSC profile of F4-MIL-53(Al) (right): first cycle (cyan)
and second cycle (light blue). Full and dotted curves refer to the heating and cooling cycles respectively (right).

MSDECommunication

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

5 
ap

ri
l 2

02
3.

 D
ow

nl
oa

de
d 

on
 2

2-
2-

20
26

 2
3:

00
:1

3.
 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d2me00280a


Mol. Syst. Des. Eng., 2023, 8, 586–590 | 589This journal is © The Royal Society of Chemistry and IChemE 2023

volume of the np phase in the case of MIL-53(Al), compared
to F4-MIL-53(Al), where the steric hindrance of the
perfluorinated rings probably prevents the structure from
reaching a more compact form. F4-MIL-53(Al) goes back to
the initial, narrow pore (np) phase when the temperature is
brought back to RT.

Since the XRD measurement detects a complete structural
variation well above 200 °C, on an already anhydrous
material, we hypothesise that the observed np → lp transition
could not to be ascribed to the desorption of water, as
instead observed for MIL-53(Al).30 Rather, we explain the
phenomenon as a rare case of purely temperature-dependent
breathing. This initial interpretation is definitely confirmed
by differential scanning calorimetry (DSC) (Fig. 3 – right).
These measurements were performed at temperature higher
than 100 °C to avoid any possible water contamination
during the cooling cycles. The first heating cycle (full cyan
curve) does not exhibit any well-defined endothermic peak
below 200 °C, due to a gradual removal of the residual
adsorbed water, probably accompanied by a partial np → lp
transition, as detected by the VT-PXRD analysis. Above 200
°C, a weak endothermic peak is observable at around 230 °C,
testifying the definitive structural variation to the lp phase,
in analogy with the evolution of the diffraction pattern
(purple curve in Fig. 3 – left). The first cooling cycle (dotted
cyan curve) instead shows a rather sharp exothermic peak
(Tonset = 216.8 °C) generated by a lp → np phase transition
that occurs in totally anhydrous conditions. The definitive
proof of the purely temperature-dependent breathing is given
by the second heating–cooling cycle (recorded on a totally
water-free material) which exhibits a sharp endothermic peak
well above 200 °C (Tonset = 221.9 °C) and a corresponding
exothermic signal (Tonset = 216.8 °C) in the cooling profile,
generated by the thermal induced np → lp and lp → np
transitions respectively. A third heating–cooling cycle,
exhibiting the same thermal events of the second one, was
collected to reveal the complete reproducibility and
reversibility of such thermal-induced phenomenon (Fig.
S11†). The temperature at which the endothermic
phenomenon takes place corresponds to the evolution of the
diffraction patterns from np to lp revealed by VT-PXRD,
suggesting that we can directly measure the heat involved in
the thermal breathing (values reported in Table 1). The 6.85 J
g−1 absorbed during the np → lp transition corresponds to
1.9 kJ mol−1. This value is lower than the one reported by
Llewellyn et al. for the np → lp transition in MIL-53(Cr),31,32

due probably to the lower variation of volume in F4-MIL-

53(Al), as the nature of the metal was found not to have an
effect on the energetics of breathing.31,32 The slightly
different temperatures at which the transition occurs during
heating and cooling suggest that there is a small hysteresis,
analogous to what observed for adsorption-induced breathing
in MIL-53(Al). Many works in the literature report the
breathing behavior of MIL-53 induced by the hydration/
dehydration of the structure. It is worth noting a recent work
by Liang et al. in which the removal of coordinated water
molecules occurs upon a high temperature treatment.33 The
authors define such mechanism “temperature-induced”, but
in their system the adsorption and desorption of water is
actually involved in the breathing process. On the other
hand, Liu et al. reported that MIL-53(Al) is able to undergo a
structural modification as a function of temperature without
the aid of guest molecules, but with a pronounced
temperature hysteresis (almost 200 °C between np and lp). In
this case, the transition can be observed upon a temperature
program keeping the sample under vacuum.34

The very small hysteresis (lower than 5 °C) and the fast
kinetics associated to the structural rearrangement render F4-
MIL-53(Al) a unique example of a thermo-responsive MOF.35

Conclusions

In this paper, a new Al-based MOF built with tetrafluoro
terephthalic acid as linker and displaying a MIL-53 topology
was synthesized with a simple solvent free procedure. The
structure was solved and refined from PXRD data. The new
material was characterized with TG analysis, Ar adsorption at
87 K, SS-NMR and in situ IR spectroscopy. A VT-PXRD study
reveals the presence of a reversible phase transition induced
by temperature above 200 °C (i.e. in anhydrous conditions).
The actual nature of this reversible temperature-induced
phase transition was confirmed by DSC analysis. This
peculiar behavior will deserve further experimental
investigation coupled with computational modelling, to
possibly disclose the mechanism of the associated structural
rearrangement, not induced by the simple desorption of
molecules. Finally, a complete analysis of the sorption
behaviour of this new MOF is currently in progress.
Preliminary data reveal that F4-MIL-53(Al) undergoes
structural changes also upon adsorption–desorption of
different probes, including water, nitrogen and carbon
dioxide. Further measurements coupled with modeling
approaches will be fundamental to really understand the
causes that promote the structural changes of this MOF
induced by both temperature and interaction with several
adsorbates.
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Table 1 Main details of the DSC signals related to the second heating–
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Cycle 2

Tonset (°C) Toff (°C) Δ(ton − toff) (min)
Heat
(J g−1)

Peak
maximum (°C)

Heating 221.9 230.4 28 +6.85 225.07
Cooling 216.8 202.3 51 −6.00 206.29
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