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We portray a novel way to deal with the synthesis of iron oxide magnetic nanoparticle incorporated B-
cyclodextrin (B-CD) nanocarrier stabilized by ethylenediamine tetra acetic acid (EDTA), which obtained
remarkable biocompatibility and biodegradability. The functionality, crystalline nature, morphology and
thermal decomposition nature of FesO4, B-CD-EDTA-FezO4 and B-CD-EDTA-FesO4/CPT nanocarriers
were confirmed by Fourier transform infrared spectroscopy (FT-IR), X-ray powder diffraction (XRD),
scanning electron microscopy (SEM) and thermogravimetric analysis (TGA). The mechanistic action of
camptothecin (CPT) on cancer cells was studies relying to incorporation with the topoisomerase (topo |)
and DNA complex formation. This prevented DNA re-ligation, causing DNA damage which resulted in
apoptosis in cervical cancer (Hela) cells. We noticed a higher number of cells arrested in the G1 phase
with a decreasing cell count in the S phase and the G2/M phase at a lower concentration of B-CD—
EDTA-Fesz04/CPT. Consequently, via conjugation with Fe magnetic nanoparticles (MNPs), the molecular
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1. Introduction

In cancer chemotherapy, a major difficulty is to design highly
effective drug vehicles that can deliver bioactive agents specif-
ically to cells or organs and reduce or eliminate unwanted side
effects. Recently, innovative magnetic cargo releasing carriers
have been developed for medicinal applications." MNPs have
been examined for medicinal uses, such as cell labeling/cell
partition, gene delivery, and as contrast agents for magnetic
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for the non-invasive treatment of Hela cells.

resonance imaging (MRI).> MNPs with medical applications are
principally made from magnetic iron oxide (Fe;0,4), along with
general attributes of nanoparticles, are biocompatible and can
be relaxed to synthesize® chemically stable and magnetically
responsive. Fe;O, nanoparticles are the main magnetic nano-
material approved for medical applications by the FDA (US Food
and Drug Administration).>® Magnetic iron oxide-assisted drug
carriers can significantly hinder tumor multiplication and
initiate apoptosis of cancer cells in dosage- and time-variable
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methods. These effects may be associated with bioactive
compounds released by the magnetic nanomaterials and the in
vivo influence on the metabolic processes of magnetic iron
oxide once transported into the diseased cells.””

The expenditure of conventional drugs from natural and
chemical synthesis for tumor treatment has drawbacks such as
the quick discharge of their therapeutic effect, short blood
circulation, and non-target specificity that can damage normal
cells, causing serious side effects.'®'* Currently, improved drugs
that incorporate nanoparticle-based remedies are emerging
tools in nanopharmacology. Nanoparticle-based treatment
provides controlled drug release, improved cell uptake, and
target specificity.”** Furthermore, the anti-cancer agents cause
minimal damage to normal cells, yet target and destroy cancer-
causing cells readily.™ The highly significant features of nano-
particles used in medicine are particle size, molecular weight,
PH, ionic strength, and charge of the particles.” In addition,
site-specific delivery need to incorporate one or more targeting
molecules to reach the cancer cells without disrupting the
delivery mechanism.'® Polymers commonly used for prepara-
tion of nanoparticles as drug carriers include grafts, block
copolymers, micelles, poly ester-amides, dendrimers and some
hybrid materials."*'**® In our present work, B-CD was func-
tionalized with magnetic iron oxide by cross-linking of EDTA.
The multifunctional qualities of B-CD in biomedical applica-
tions make this molecule attractive for chemotherapeutic
applications. The specific property of CDs is their capability to
enhance drug delivery through biological membranes.” The
most significant property of CDs is their geometric structure,
valuable in enhancing host-guest interactions with various
types of moieties with appropriate polarity and size.” In addi-
tion, simulation studies have long affirmed the hypothetical
concept of probable application of CD-encapsulated drugs for
the deliver of anesthesia and bioactive agents to treat diseases
of the nervous system.*?*> Research into the possibility of
incorporating CD with metals utilizing cross-linkage with cross-
linkers, for instance, glutaraldehyde (GLA) and epichlorohydrin
(EPI) to produce CD polymers (CDP) have been reported.”
However, both GLA and EPI are recognized to be harmful and
carcinogenic to both human and animals.** EDTA is efficient
chelating operators that produce nontoxic, stable chelates with
metals.*

CPT is frequently used anti-cancer drug that works effectively
on numerous types of cancer, including ovarian and colorectal
tumors. The alkaloid compound of CPT was initially isolated
from a Chinese tree, Camptotheca acumincta, in the early
1960s.>° CPT is recognized as a selective topoisomerase I
inhibitor.>” Emerging studies proposed that the potential of
CPT to act as anti-tumor agent might be attributed to its ability
to inhibit nitric oxide (NO) biosynthesis.?® As a DNA topoisom-
erase I inhibitor, camptothecin forms a stable ternary topo-
isomerase I-DNA cleavable complex, which initiates an
apoptotic signaling pathway, ultimately resulting in cell death.?
Meanwhile, a main drawback of CPT is that it has a reduced
therapeutic efficacy due to its poor solubility in aqueous media*
and active lactone ring instability at physiological pH.** As
chemotherapy is one of the emerging treatment methods to
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treat cancer, various nano-carriers are continuously being
formulated and designed to increase the solubility of campto-
thecin. The solubility of chemical drugs is essential for
complete therapeutic effect and bioavailability at the targeted
location. Poor solubility greatly reduces the anti-cancer capa-
bilities of some chemotherapy analogs, such as CPT, and limits
their use to only certain cancers. To rectify this problem,
multiple analogs of CPT with improved lactone stability and
aqueous solubility have been developed. Formulations of CPT
have been developed through conjugation with various poly-
mers, including polyethylene glycol (PEG),** CD copolymer,*
poly(i-glutamic acid),* and chitosan.? Studies to enhance the
anti-cancer potential of CPT through the formation of water-
soluble analogs are continuously conducted. The main
purpose of this research was to achieve a soluble form of CPT
analogs by conjugation with B-CD and iron nanoparticles
(Fe30,) cross-linked using EDTA, to significantly increase the
efficiency of CPT as an anti-cancer drug.

2. Materials and methods

2.1. Materials

Ferrous sulfate hepta-hydrate (FeSO, - 7H,0), ferric chloride hexa-
hydrate (FeCl;-6H,0), liq. ammonia, B-cyclodextrin, ethylenedi-
aminetetraaceticacid (EDTA), disodium hydrogen phosphate
(Na,HPO,-H,0), polyethylene glycol (PEG), camptothecin (CPT)
were purchased from Sigma Aldrich (Mumbai, India). Solvents
such as ethanol (C,Hs;OH) were purchased from Himedia Labo-
ratories Pvt. Ltd, Chennai, India. Annexin V-FITC apoptosis
detection kit and mitochondrial membrane potential detection
kit were purchased from BD Bioscience (BD Pharmingen™,
USA). 3-(4,5-Dimethyl-thiazol-2-yl)-2,5-diphenyltetrazolium
bromide (MTT), Dulbecco's Modified Eagle Medium (DMEM)
1640 medium, fetal bovine serum (FBS), penicillin (100 U mL "),
streptomycin (100 ug mL "), 0.25% trypsin-EDTA were acquired
from Naccalai, (Kyoto, Japan). Caspase-3 colorimetric assay kit
was obtained from R&D Systems Co. (Minneapolis, USA), and
propidium iodide flow cytometry kit for cell cycle analysis was
obtained from Abcam (ab139418).

2.2. Synthesis of magnetite nanoparticles

Magnetite nanoparticles were prepared as previously reported
based on the controlled chemical co-precipitation® of Fe*" and
Fe®" (1:2 ratio) in an ammoniacal medium at 80 °C under
a nitrogen atmosphere. In a representative preparation, 0.02 M
of ferrous sulfate (FeSO,-7H,0) and 0.04 M of FeCl;-6H,0 were
liquefied in 200 mL of DD water. The components were stirred
and heated to 80 °C under a nitrogen atmosphere. A volume of
12 mL of a 25% ammonia solution was added into the reaction
round bottom flask and stirred for 20 min to permit settle down
the formed of the iron oxide magnetic nanoparticles (FMNPs).
After 20 min, the temperature of the product was reduced to
27 °C (room temperature) and the resulting magnetite nano-
particles were centrifuged. The nanoparticles were cleaned with
DD water for five times. The solution pH was brought to neutral

This journal is © The Royal Society of Chemistry 2017
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by adding dilute HCI], and the FMNPs were rewashed with DD
water for additional analysis.

2.2.1. Synthesis of EDTA-B-CD. EDTA-B-CD polymers were
synthesized by reacting f-CD with EDTA as a cross-linker and
disodium hydrogen phosphate (MSP) as a catalyst. B-CD (4 g,
3.5 mmol), EDTA (6 g, 20.4 mmol), MSP (Na,HPO, - 7H,0, 2.68 g,
10 mmol), and 20 mL of deionized water were mixed in a round-
bottomed flask and stirred in an oil bath for 1 h at a 100 °C.
Polyethylene glycol 200 (PEG-200, 0.5 g, 2.5 mmol) as a disper-
sant was added drop-wise to increase the solubilizing of f-CD in
water. The mixture was transferred into a petri dish (diameter
160 mm) and heated in an oven at 155 °C for 10 h. After cooling
at RT, the resulting condensation polymer product was ground
and soaked with 500 mL of deionized water, and then suction
filtered and rinsed with a large amount of 0.1 M HCI, deionized
water, 0.1 M NaOH, again deionized water, and methanol, to
remove the unreacted materials and catalyst. The final product
was dried in a vacuum at 60 °C overnight.*

2.2.2. Synthesis of B-CD-EDTA with Fe;0,. Initially, 0.03 g
of B-CD-EDTA was liquefied with 10 mL of double distilled
water. A 0.03 g sample of magnetic nanoparticles was dissolved
in 2.0 mL of Phosphate Buffer Solution (PBS) pH 6.8 solution.
Then the magnetic nanoparticle-containing solution was mixed
with the B-CD-EDTA solution with incessant stirring at
1000 rpm for 3 h, followed by centrifuging at 4000 rpm for
15 min. Finally, the iron functionalized carrier was dried at
38 °C for 24 h.

2.2.3. Preparation of drug loaded magnetic nanoparticles.
The B-CD-EDTA modified with Fe;O, nanoparticles encapsu-
lated with camptothecin was prepared in a PBS/ethanol system
by co-lyophilization technique. A 20 mg aliquot of 3-CD-EDTA
modified with Fe;O, and 1.0 mg of CPT was dissolved in the
mixed solvent system, i.e., 2 mL of PBS and 2 mL of ethanol. The
system was left to equilibrate under constant stirring for 18 h at
50 °C in the dark condition. After the organic solvent was
completely removed under vacuum condition, the post-
ponement was filtered. Finally, the filtrate containing B-CD-
EDTA modified with Fe;0, (CPT@CD) was lyophilized*” and this
work was shortly presented in Poorani et al. 2017.%*

2.3. Characterization studies

2.3.1. FT-IR analysis. Tablets were formed from the
compression of 200 mg KBR with a minimum amount of
magnetic nanoparticles, one tablet without drugs B-CD-EDTA
and one tablet with CPT@pB-CD-EDTA. These tablets were
scanned on a Fourier Transform Infrared Spectrometer (Spec-
trum GX-1, Perkin Elmer, USA) in the spectral region of 4000
400 cm ™.

2.3.2. Scanning electron microscope. The morphological
and surface appearance of the synthesized nanocarrier (ie.,
before and after the drug loading) were examined by scanning
electron microscopy (VEGA3SB, TESCAN, Czech Republic). One
drop of the nanoparticle suspension was coated on a glass
surface and dried at 37 °C. The glass plate was mounted onto an
aluminum stub using double-sided carbon adhesive tape and
covered with gold by an ion sputterer unit. The coating was
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attained at 25 mA for minimum 60 s. Scanning was performed
under high vacuum and ambient temperature with a beam
voltage of 5-30 kv.

2.3.3. Thermo gravimetric analysis. The thermal perma-
nence of the materials was characterized by TGA (PerkinElmer)
under nitrogen with a flow rate of 20 mL min~". The materials
were heated in a platinum pan from 30-800 °C.

2.3.4. Particle size analysis. Mean particle size
(diameter, nm + S.D.) and PDI (polydispersity index) of the
samples were investigated by Beckman Coulter, Delsa™ Nano
C, USA. Measurements were taken in triplicate at a 90° angle at
25 °C under suitable dilution conditions.

2.3.5. Zeta potential measurement. Zeta potential of
nanoparticle dispersions was measured in mV by Beckman
Coulter, Delsa™ Nano C in triplicate to determine the surface
charge and the potential physical stability of the Nano system.
Zeta potential of nanoparticles was measured in aqueous
dispersion. Measurements were analyzed in triplicates at a 120°
angle at 25 °C.

2.3.6. Drug loading efficiency. The drug concentration of
the prepared drug loaded supernatant was determined by UV
spectrophotometer (Shimadzu-1600, Japan). The CPT loading
content was calculated by the following equation.

% of drug loading =

amount of drug added — free drug in supernatant o

amount of drug added 100

2.3.7. Invitro drug release studies. In vitro release profiles
of CPT from drug-loaded nanoparticles were investigated for
100 min in the PBS solution (pH 7.0) and acidic medium
(pH 2.4). The nanoparticles (10 mg) and 5 mL of release
medium were put into a dialysis tube (MWCO: 12 000 Da, Sigma
Aldrich, Mumbai, India). The dialysis tube was placed in 50 mL
of double distilled water at 37 °C and stirred continuously at
500 rpm. At specific time intervals, 2 mL of solution was with-
drawn from the outer compartment and replaced with fresh double
distilled water (2 mL). The concentration of the released CPT was
analyzed by UV spectrophotometer at A, 260 nm. The analysis
was accomplished in three times of each sample, and the work has
been previously reported in one of our earlier publications.*

2.4. Biological characterization

2.4.1. Cell culture

HeLa. Human cervix adenocarcinoma cells were procured
from the Laboratory of Vaccine and Immunotherapy (LIVES)
Institute of Biosciences (IBS), Universiti Putra Malaysia (UPM).
HeLa cell lines were grown adherently using Dulbecco's Modi-
fied Eagle Medium (DMEM) media supplemented with 10%
fetal calf serum, 100 U mL™" penicillin, and 100 pg mL™"
streptomycin at 37 °C and 5% CO,. The cells were seeded in
96-well plates at a concentration of 1 x 10* in 100 pL of cell
culture medium. Cells were incubated for 24 h to reach about
90% confluence.

2.4.2. Treatment with CPT/B-CD-EDTA-Fe;0, (CPT-CEF).
The final stock solution of each compound was made by

RSC Adv., 2017, 7, 46271-46285 | 46273
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dissolving the compounds in 10% DMSO and cell culture
media. Multiple concentrations were made through serial
dilutions utilizing the cell culture medium while maintaining
the DMSO concentration below 1% (v/v) in all the analysis.

2.4.3. MTT viability assay. The tetrazolium salt 3-[4,5-
dimethylthiazol-2-yl]-2-5-diphenyltetrazolium bromide (MTT)
assay was performed to determine cell viability and overall
cytotoxicity with different concentration of CPT-CEF. Cell
viability of HeLa cancer cell lines in response to treatment with
various concentrations of CEF-CET, CPT, CEF, and Fe;O, were
determined using MTT as described by Mosmann (1983).3%
Cells were plated at a density of 1 x 10* cells per well in 96-well
plate and incubated at 37 °C for 24 h under 5% CO, for cell
attachment. Treatments were then made with the compound(s)
mentioned above. The concentrations used were 250, 125, 62.5,
31.25,15.62,7.81,3.91,1.95 ug mL ™. The final concentration of
DMSO was maintained below 1% v/v. Treated cells were then
tested after 24, 48, and 72 h of incubation. For each dosage,
three replicates were performed. Negative controls were added
to cell culture media only. The MTT assay was performed post-
incubation. To initiate the assay, 20 uL of MTT (5 mg mL ™~ ") was
added into each well following with incubation for 3 h at 37 °C.
Post incubation, the supernatant was carefully discarded and
100 pL of DMSO was added to each well to solubilize the for-
mazan product. The absorbance was measured using a micro-
plate absorbance plate reader (Sunrise™-Tecan Trading AG,
Switzerland) at 570 nm with a reference wavelength of 630 nm.
Cell viability is presented as the ratio of the absorbance of
treated cells to that of blank controls. The ICs, value of CPT-
CEF was determined and this concentration was utilized for the
subsequent assays.

2.4.4. Annexin V/PI assay. Detection of apoptosis was con-
ducted using the Annexin V-FITC apoptosis detection kit
according to manufacturer's protocol. Briefly, cells were plated
at a density of 3 x 10° per well in a 6-well plate and treated with
different concentrations of CPT-CEF based on the IC;,
concentration derived from MTT assay. After 48 h of incubation,
all cells were collected, pooled, and washed with PBS. Cells were
then resuspended in 1x binding buffer at a concentration of
1 x 10° cells per mL and 100 pL of the solution (1 x 10° cells)
was transferred to a 5 mL culture tube. A volume of 5 puL of FITC
Annexin V and 5 pL PI were added to the culture tube and
incubated for 15 min at RT in the dark. A volume of 400 pL of 1x
binding buffer was again added to each tube and then examined
using BD FACSARIA flow cytometer (BD Biosciences, San Jose,
CA, USA).

2.4.5. Mitochondrial depolarization assay (JC-1). Mito-
chondrial depolarization was determined using mitochondrial
membrane potential detection kit. The cell treatment procedure
is maintained as Annexin V/PI assay treatment. Following
treatment, 1 mL of each cell suspension was transferred into
a sterile 15 mL polystyrene centrifuge tube. Cells were then
centrifuged at 400 x g for 5 min at RT and the supernatant was
then discarded. A volume of 0.5 mL of JC-1 working solution was
added to the tubes and incubated for 10-15 min at 37 °C in
a CO, incubator. Cells were then washed twice with 1x assay
buffer and centrifuged 400 x g for 5 min. Cells were finally
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resuspended in 0.5 mL 1 x assay buffer and analyzed using flow
cytometry.

2.4.6. Cell cycle analysis. HeLa cells were treated and
incubated for 48 h as explained previously. Cell cycle analysis
was carried out using propidium iodide flow cytometry kit. Cells
(3 x 10° per well) were grown in 6-well plates and then treated
with multiple concentrations of CPT-CEF for 48 h. Post treat-
ment, the culture media was removed and cells were rinsed with
PBS. Trypsin was used to dissociate the cells. All culture media
and PBS rinse were collected and pooled. Cells were then
centrifuged at 500 x g for 5 min and pelleted. The supernatant
was then removed followed by washing with 1x PBS and
centrifugation again at 500 x g for 5 min. Fixation was then
performed using 66% ethanol on the ice and stored at 4 °C for at
least 2 h. The cells were centrifuged at 500 x g for 5 minutes and
then washed with 1 mL 1x PBS and centrifuged again. The cells
were gently resuspended in 200 puL 1x propidium iodide +
RNAse staining solution. After incubation for 30 min in the dark
at 37 °C, cells were analyzed for DNA content using a BD FAC-
SARIA flow cytometer (BD Biosciences, San Jose, CA, USA). The
percentage of cells distribution at each cell cycle phases were
evaluated as described previously.** The cell cycle distribution
was shown as the percentage of cells containing 27 (G1 phase),
4n (G2 and M phases), and 4n > 3 > 2n DNA amount (S phase)
judged by PI staining.

2.4.7. Caspase-3 activity. About 1 x 10° cells per well were
cultured overnight in 6-well plates, then treated with various
concentrations of CPT-CEF. Cells without any treatment were
used as the control. Caspase-3 activity was analyzed according
to the manufacturer's protocol (R&D Systems Co. Minneapolis,
USA). Briefly, post treatment, cells were harvested and lysed in
50 pL lysis buffer on ice for 10 min and then centrifuged at
10 000 x g for 1 min. Following this, the caspase-3 substrate
was added into 50 uL of the supernatant in reaction buffer.
Samples were then subsequently incubated in 96-well flat
bottom microplate at 37 °C for 2 h. The amount of released p-
nitroaniline (pNA) was measured with a microplate reader
(Sunrise™-Tecan Trading AG, Switzerland) at 405 nm wave-
length. Background readings were determined from control
wells with culture medium in absence of cells and. Protein
concentration was determined using Pierce 660 nm Protein
Assay Reagent.

2.4.8. AO/PI staining. The morphological changes in HeLa
cells, CPT-CEF-treated HeLa cells were characterized using
acridine orange (AO) and propidium iodide (PI) double staining
according to the method described by Hajiaghaalipour et al.**
with minor modification. Briefly, 1 x 10°> HeLa cells per mL
were plated in a 6-well plate and treated with the IC5, concen-
tration of CPT-CEF. The plate was incubated in an atmosphere
of 5% CO, at 37 °C for 48 h. The cells were then trypsinized with
trypsin-EDTA, washed twice with PBS and centrifuged at
1800 rpm for 5 min to remove the remaining media. To begin
the assay, a fluorescent dye (AO/PI) containing AO (50 pg mL™")
and PI (50 pg mL ') was freshly prepared and added to the
cellular pellet. The freshly stained cells were immediately
observed under UV-fluorescence microscopy.

This journal is © The Royal Society of Chemistry 2017
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3. Results
3.1. Structure analysis

The structure of B-CD cross-linked EDTA was verified with 'H
and *C NMR spectroscopic analysis. The formation of CD-
EDTA was under poly condensation process of EDTA with B-CD.
Through condensation, the carboxylic acid groups of EDTA were
esterified with -CH,OH group of B-CD, because the reaction was
conducted on aqueous medium.** The B-CD cross-linked EDTA
image of 'H and '*C are shown in Fig. S1 (ESI) and Fig. S2,}
respectively, and the data of 'H were 3.21 (CH,-CH,, EDTA),
4.76 (N-CH,-CO, EDTA), 4.38 (CH-CH-O, CD), 4.09 (CH-CH-O,
CD), 4.51 (CH-CH,-0, CD), 3.03 (CH-CH-O, CD), 3.58 (CH-CH-
OH, CD), 3.75 (CH-CH-OH, CD), 4.77 (O-CH-O, CD), 3.6 (CH-
CH-OH, CD) and '*C were 54.66 (CH,-CH,, EDTA), 60.52
(NCH,CO, EDTA), 70.37 (CH,OH, CD), 72.63 (CH,OCO, CD),
72.99 (CHCHOH, CD), 73.64 (CHCHOH, CD), 82.11 (OCHCH,,
CD), 102.55 (OCHO, CD), 171.24 (OCOCH,, CD). The graphical
picture of CPT drug loaded B-CD-EDTA-Fe;O, nanocarrier is
given in Fig. 1.

3.2. XRD analysis

The FMNPs functionalized B-CD nanocarriers were prepared
and examined using XRD and the results were presented in
Fig. 2. Fig. 2a confirms the formation of FMNPs, and the peaks
observed at 26 = 35.57° and 62.76° are ascribed for (311) and
(440) diffraction pattern of cubic Fe;0, with a space group of
Fd3m. These diffraction lines are in agreement with JCPDS card
file no. 65-3107. The estimated d spacing value was 2.5241 A.
Here the broad hump in the lower 26 region that highlighted
the presence of shapeless construction in the samples or from
the background of the glass substrate. The XRD pattern of B-CD
showed its characteristic peaks with crystalline nature and it is
cross-linked with EDTA enhancing their crystalline structure.
The functionalized Fe MNs sample on B-CD cross-linked EDTA

o

Fe MNPs

Camptothecin

Fig.1 Schematic illustration of CPT drug loaded B-CD-EDTA-FezO4
nanocarrier.
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Intensity (a.u)

20 (deg)

Fig. 2 XRD pattern of (a) FezO4; (b) B-CD; (c) B-CD-EDTA; (d) B-CD-
EDTA-Fez0Qy4; (e) B-CD-EDTA-Fez04/CPT nano carrier.

indicated an observable reduction of crystalline nature of B-CD-
EDTA-Fe;0, composites. The decreased crystalline nature can
be understood in the light of decorated FMN particles on the
external of the carrier.** Once the encapsulation of CPT drug on
the carrier was achieved, the crystalline nature was improved to
a commendable range and this is theoretically due to the
regular arrangement of carrier and drug.

3.3. Raman analysis

The Raman spectra were recorded at RT with a linear laser
excitation of 514 nm (Fig. 3). To understand the characteristic
properties, the materials were investigated in the series of 100 to
1800 cm ™ '. The dominant peaks for FMNPs are at 215, 276, 398,
487, 654 and 1300 cm™ " and agree with previous literature.* No
significant peak was noticed for the CEF sample. The peaks
around 1612, 1582 cm ' correspond to CPT when if forms
composites with CEF, as is the circumstance for the peaks at
1300, 398 and 276 cm ™' which agree with FMNPs. These results
confirmed the functionalization of Fe on the carriers and
encapsulation of CPT drug on the carriers. The data were well
correlated with the XRD pattern used to classify the occurrence
of FMNPs. For the bare CD and CD with EDTA were not
measurable with the high power laser but when bound with
FMNPs it has strong binding, hence it is reproduced in the
measurements.
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Fig. 3 Raman band of (a) FezO4 (FMN); (b) B-CD-EDTA-FezO4 (CEF);
(c) B-CD-EDTA-FezO4/CPT (CEF-CPT).

3.4. Scanning electron microscope

SEM analysis (Fig. 4a-d) provides a surface morphology of the
as-synthesized Fe;O, nanoparticles, B-CD-EDTA, B-CD-
EDTA-Fe;0,4 nano carriers and p-CD-EDTA-Fe;0,/CPT drug
loaded nano carrier. Fig. 4a showed that, the spherical shaped
Fe;0, nanoparticles and sparse distribution with agglomer-
ated clusters. B-CD-EDTA composites appeared as arrange-
ments of network structure with holes (Fig. 4b). When FMN
was incorporated into B-CD-EDTA the resulting -CD-EDTA-
Fe;0, tagged complex showed a drastic change in the shape
and morphological features of the original FMNPs and -CD-
EDTA-Fe;0,4, which tended to be amorphous as reflected in
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XRD (Fig. 4c). The variation in the surface properties of the
inclusion complex was indicative of the occurrence of a fresh
solid phase, which might be due to the molecular encapsu-
lation of CPT in the B-CD-EDTA-Fe;0,. The images confirmed
that both individual components, 3-CD-EDTA-Fe;0, and -
CD-EDTA-Fe;0,/CPT, had nanometer range size with
a disjointed composition. After the incorporation was per-
formed, the distinct drug particles with solid dense structure
were observed.

3.5. Thermal gravimetric analysis

TGA curves of B-CD-EDTA, B-CD-EDTA-Fe;O,, and B-CD-
EDTA-Fe;0,/CPT nanocarrier are shown in (Fig. S3-S57). In
Fig. S3,7 the first stage 32-246 °C, this step includes an initial
mass loss around 100 °C, which represents the volatilization of
outstanding water molecules, followed by B-CD degradation.
Second weight loss stage at temperature range of 245-384 °C
can be arrange to the thermal degradation of EDTA and asso-
ciated to the degradation of free B-CD molecules, while the third
weight loss stage at temperature range of 383-794 °C can be
accredited to the degradation of carbonaceous residues which
in turn resulted from B-CD molecule degradation interacting
with the iron oxide nanoparticles surfaces via carbonyl group at
the rim. Second weight loss stage of B-CD-EDTA at temperature
period of 230-384 °C was 41%, but the second stage of B-CD-
EDTA-Fe;0, (Fig. S41) sample shows only 23%. It was due to the
accumulation of magnetic iron oxide nanoparticles strongly
binding with B-CD-EDTA composites and the development of
carbonyl groups of the EDTA and Fe complex. The drug loaded
B-CD-EDTA-Fe;0,/CPT nano carrier (Fig. S51) weight loss
ranges over only two stages associated with other two samples.
The second weight loss stage was extended 256 °C to 796 °C and
the weight loss was 52% compare with B-CD-EDTA, B-CD-

Fig. 4 SEM images of (a) FezOy4; (b) B-CD-EDTA; (c) B-CD-EDTA-FezOy; (d) B-CD-EDTA-FesO4/CPT nano carrier.
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EDTA-Fe;0,. It may be that the available functional assembly of
the B-CD-EDTA-Fe;O, composites was occupied and bound
with the CPT drug.

3.6. Drug loading efficiency

The impact of cyclodextrin-based nano carriers and their ther-
apeutics will likely accelerate in coming years. However, as
these products move out of the laboratory and into the clinics,
various federal agencies like FDA and US patents have to
struggle in order to encourage the development of these prod-
ucts. Since Fe;O, NPs are capable of preferentially target and
invade cancerous cells, use of these particles as an anticancer
drug carrier would be ideal for tumor-specific drug delivery.
Toward this end, we investigated the drug-loading capacity of
these multifunctional NPs, which are already decorated with
well-known molecular drug carrier B-cyclodextrin. The encap-
sulation of CPT drug was successfully loaded by co-
lyophilization technique on the cyclodextrin-based nano-
carriers. The choice of drug loading method is based on the
drug and carriers. The drug loading efficiency of B-CD-EDTA-
Fe;0, polymer composite was shown in (Fig. S6f). The
absorption intensity decrease compared with the absorbance of
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free CPT indicated that the concentration of CPT decreased due
to the encapsulation of CPT on B-CD-EDTA-Fe;0, carrier. From
UV-absorbance maximum, drug loading efficiency was calcu-
lated and 87% of the CPT drug was encapsulated on the carriers
within 3 h. When the cavity groups in the carrier increased, the
encapsulation also increased. The affinity between the B-CD and
its guest depends on its association constant. During various
guest molecules, adamantane and its derivatives have the
strongest binding capacity with B-CD in aqueous solution,
which could form an exact 1 : 1 inclusion complex with -CD.
The specific molecular recognition offers the possibility of
developing a new trigger. The drug encapsulation accomplished
in this study was higher than previously reported.*® This is also
projected in the XRD data by means of high crystallinity nature
once the drug is loaded carrier i.e., CEF-CPT (Fig. 2).

3.7. Invitro drug release studies

Drug release studies were performed at biologically relevant pH
as previously detailed elsewhere.?® In vitro CPT drug discharge
summary from the B-CD-EDTA-Fe;O, carriers was assessed
using the dialysis technique at pH 2.4, pH 5.5 and pH 7.0 at
37 °C. From the Fig. 5a and b, nearly 65%, 61% and 58% of the
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In vitro drug release analysis of B-CD—-EDTA-FezO,4/CPT carrier at pH 2.4 (a), at pH 5.5 (b), and at pH 7.0 (c).
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CPT was released during 10 h at pH 2.4, pH 5.5 and 7.0,
respectively. The cumulative release curves showed that the
release of B-CD-EDTA-Fe;0,-CPT nanoparticles was acid- and
hydrogen bond formation responsive. At pH 7.0, the release of
CPT was about 58% over a period of 10 h, indicating that B-CD-
EDTA-Fe;0,—-CPT nano carriers (Fig. 5b) remained stable in the
physiological condition. When pH was changed to 2.4 (Fig. 5a),
CPT was released more rapidly from the B-CD-EDTA-Fe;0,/CPT
nano carriers than pH 7.0. When treated with the acidic
condition, the release rate was remarkably increased under pH
2.4 conditions. These results were reliable with the detail that
CPT degraded much more quickly under pH 2.4. The absor-
bance value increased with reverence to the time as the CPT
drug was delivery from the carrier. From this study, we
confirmed the drug was fruitful released from the B-CD-EDTA-
Fe;0, carrier at pH 2.4 and pH 7.0. The main key advantages of
using cyclodextrin functionalized iron nanoparticles for drug
carriers is the permanence of cross-linked EDTA agent. This
high stability results in a much slower drug release rate than the
rate of vascular circulation and cell binding, permitting for the
specific release of the nanoparticles and steady release of the
loaded drug at the tumor site. The UV absorption peak is shifted
to shorter wavelengths with a rise in the presence of drug and
dilution of the carriers, accompanied by the increase in absor-
bance. Similar behaviors of CD with various drugs by UV-Vis
spectroscopy have been reported in the research works.***

3.8. The effect of B-CD-EDTA-Fe;0,/CPT on HeLa cell
viability

MTT assay was employed to show the effect of B-CD-EDTA-
Fe;0,/CPT (CPT-CEF) on the viability of HeLa cells. MTT assays
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reflect the impact of B-CD-EDTA-Fe;0,/CPT on the mitochon-
drial activity of HeLa cells, thus reflecting cell cytotoxicity. Cells
were treated with various concentrations of free CPT, Fe;0,, -
CD-EDTA-Fe;0,4 (CEF) and B-CD-EDTA-Fe;0,/CPT [CPT—CEF)
at three different time points of 24, 48, and 72 h (results not
shown). The MTT assay result at 48 h treatment (Fig. 6) showed
a concentration dependent decrease in cell viability of HeLa
when compared to the untreated cells (Fig. 6) thus indicating
the ability of B-CD-EDTA-Fe;0,/CPT to reduce cell viability.
Significant cell viability decrease was observed at a -CD-EDTA-
Fe;0,/CPT concentration of 200 pg mL™*. The effective B-CD-
EDTA-Fe;0,/CPT concentration for 50% inhibition (ICs,) of
HelLa cell growth after 48 h was 245 ug mL™'. Treatment with
B-CD-EDTA-Fe;0, alone showed mild cytotoxicity toward the
viability of HeLa cells.

3.9. B-CD-EDTA-Fe;0,/CPT causes morphological changes
in HeLa cancer cell

HeLa cells were treated with an IC5, concentration of B-CD-
EDTA-Fe;0,/CPT derived from the MTT assay and the changes
in morphology of the treated cells were observed under phase
contrast microscope. The Fig. 7 showed that, the changes in
ICs5o concentration-treated HeLa cells (Fig. 7a) in comparison
with untreated cells for 24 h (Fig. 7b). At 24 h, minimum cell
membrane damage was observed in the B-CD-EDTA-Fe;0,/CPT
treated cells. At 48 h incubation period, control cells (Fig. 7c)
still maintained intact cell membranes and with minimum cell
detachment. However, B-CD-EDTA-Fe;0,/CPT treated cells for
48 h (Fig. 7d) lost cell membrane structure completely and
nuclear fragmentation was clearly evident.
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Fig. 6 The effect of CPT—CEF on cell viability in HeLa cancer cells. Cells were treated with various concentrations of CPT-CEF, CPT, CEF, and
FezO,4 for 48 h and cell viability was determined using an MTT assay. CPT—-CEF reduced cell viability in HeLa cells in a dose-dependent manner. *P

< 0.05 are significant. Statistical analysis was performed by ANOVA.
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Fig.7 Hela cells treated with B-CD-EDTA-Fez0,4/CPT viewed under phase contrast microscope to show changes in cell morphology at 24 h,
and 48 h time points. (a) (Untreated cells at 24 h), (b) (ICsq treated cells for 24 h), (c) (untreated cells at 48 h) and (d) (ICsq treated cells for 48 h). (e &
f) Shows fluorescent micrographs of AO/PI double-stained human cervical cancer cells to an ICso concentration of B-CD—-EDTA-FezO4/CPT for
48 h. Cell apoptosis was assayed by AO/PI staining to detect chromosomal condensation (CS), Late Stage apoptosis (LS), N (Necrosis) and

membrane blebbing (MB) as shown in the micrograph.

3.10. Membrane blebbing detected using AO/PI staining
assay

Acridine orange (AO)/propidium iodide (PI) double staining
were employed to indicate the mode of cell death of HeLa cells
treated with an ICs, concentration of B-CD-EDTA-Fe;O,/CPT
for 48 h. AO/PI double staining morphological analysis shows
viable cells from apoptotic and necrotic cells. AO stains viable
cells while PI penetrates cell membranes of dying or dead cells
while being excluded by viable cells. Viable cells with an intact
nucleus and DNA shows spherical and green nuclei. Nuclei of
cells undergoing apoptosis are stained green yet fragmented.
Late apoptotic and necrotic cells were stained in a mixture of
orange and red.* Based on these results (Fig. 7f), we conclude
that the ICs5, concentration of B-CD-EDTA-Fe;0,/CPT leads to
an early apoptosis indications, such as cell shrinkage (CS),
plasma membrane blebbing (MB), and chromatin condensation
(CC). Late stage apoptotic (LA) features are also detected
through the intercalation between AO (bright green) and PI
reflecting fragmented DNA as well as nuclear fragmentation.
The untreated cells are mostly stained green and remained

This journal is © The Royal Society of Chemistry 2017

intact (Fig. 7e). Based on the result of AO/PI staining we
concluded that B-CD-EDTA-Fe;0,/CPT at a concentration of
245 pg mL " has a significant impact on the cell membrane and
nuclear membrane of HeLa cells.

3.11. B-CD-EDTA-Fe;0,/CPT induces apoptosis in HeLa
cancer cell

To evaluate the possibility of B-CD-EDTA-Fe;0,/CPT (CPT-CEF)
induced cell proliferation inhibition leading to cell apoptosis, the
effect of B-CD-EDTA-Fe;0,/CPT on cell apoptosis was studied
using Annexin V/PI assay. HeLa cells were exposed to the
following inhibition concentration of ICs,, 1/2IC50 and 3/4ICs,
concentrations of CPT-CEF for 48 h, and subsequently evaluated
for apoptosis occurrence by flow cytometry using FITC-
conjugated Annexin V (FL1-H) and PI (FL2-H) double staining
Fig. 8. The data show an increasing trend in the percentage of
both early (Annexin V positive, PI negative) and late (Annexin V
positive, PI positive) apoptosis of HeLa cells in a concentration-
dependent manner. These results suggest that CPT-CEF has
successfully retained the apoptosis inducing potential of CPT.
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Fig. 8 (a) Annexin V/PI assay data on the apoptosis inducing effect of B-CD-EDTA-Fez04/CPT on Hela cervical cancer cells with concen-

trations of B-CD-EDTA-Fez04/CPT concentration at (a) untreated, (b) 1/41Csg, (c) 1/2ICsq and (d) ICsq treated Hela cells for 48 h, and viability
was assessed by Annexin V/PI assay. (b) Shows the percentage of cells at different stages of apoptosis.

The data clearly shows an increasing trend in the early stage
apoptosis and late stage apoptosis as the concentration of B-CD-
EDTA-Fe;0,/CPT was gradually doubled. The ICs, concentration
of B-CD-EDTA-Fe;0,/CPT has significantly induced early
apoptosis in treated HeLa cells compared to the untreated cells.
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3.12.

membrane potential in HeLa cell

To evaluate whether B-CD-EDTA-Fe;0,/CPT causes alteration
to the mitochondrial membrane potential, A¥y, of cervical

B-CD-EDTA-Fe;0,/CPT alters the mitochondrial
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ization of Hela cells in response to B-CD-EDTA-FesO4/CPT treatment.
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cancer cells, JC-1 was employed. At higher potential JC-1
aggregates fluoresce red and at lower potential remains as
monomers in the cytoplasm and fluoresce green as it loses the
ability to form an aggregate in the mitochondria.*® In this study,
HeLa cells were exposed to ICs, 1/2ICso and 3/41Cs, concen-
trations of B-CD-EDTA-Fe;0,/CPT for 48 h, and analyzed by
flow cytometer. The data shows a substantial escalation in the
percentage of mitochondrial membrane depolarized cells in
a concentration-dependent manner (Fig. 9). During apoptosis,
cells membranes are damaged thus causing an alteration in the
AWy, JC-1 staining shows that the at an IC5, concentration of -
CD-EDTA-Fe;0,/CPT significantly enhanced mitochondrial
membrane depolarization up to 24% relative to the A¥y
observed in untreated cells Fig. 9d. These data suggest that -
CD-EDTA-Fe;0,/CPT induced apoptosis accompanied by the
alterations in the mitochondrial membrane potential.

3.13. B-CD-EDTA-Fe;0,/CPT induces caspase-3 protein
expression in HeLa cancer cell

Caspase-3 known as CPP32/Yama/apopain is a key mediator of
apoptosis.” Caspase cascade leading to the release of caspase-3
occurs due to the release of cytochrome ¢ from the mitochon-
dria into the cytosol.*” To further substantiate the existence of
caspase-3 in CPT-CEF treated cells colorimetric assay was per-
formed for caspase-3 using its specific substrate poly-ADP
ribose polymerase that contains the amino acid motif DEVD
conjugated to the color reporter molecule p-nitroaniline (pNA).
The role of caspase-3 in the CPT-CEF induced apoptosis was
investigated with 1/41C5,, 1/2ICso, and ICs, concentrations. As
shown in Fig. S7,f HeLa cells treated with B-CD-EDTA-Fe;0,/
CPT for 48 h increased caspase-3 expression in a dose-
dependent mode in comparison to the control group. The
level of caspase-3 induction in B-CD-EDTA-Fe;0,/CPT treated
HeLa cell lines is more than 2-fold greater when compared to
the untreated cells.

3.14. Cell cycle arrest in B-CD-EDTA-Fe;0,/CPT treated
HeLa cancer cell

Inhibition of cell cycle progression with HeLa cells treated with
B-CD-EDTA-Fe;0,/CPT was evaluated with different concen-
trations. P-CD-EDTA-Fe;O,/CPT treatment at increasing
concentration showed an increasing trend in the number of
HelLa cells at the G1 phase and decreasing trend in the S-phase
and G2/M phase. CPT is commonly known to prompt cell cycle
arrest at G2/M phase® and interestingly, in this study, the
results showed a different trend Fig. 10. We noticed a significant
increase of cell arrest in the G1 phase while decreasing cell
count in S phase and G2/M phase at lower treatment concen-
tration of B-CD-EDTA-Fe;0,/CPT. G2/M phase cell cycle arrest
was noticed only at an ICs, concentration of 3-CD-EDTA-Fe;0,/
CPT. The impact of different concentrations of CPT on the
stages of cell cycle arrest has been discussed previously in which
at low concentration CPT is found to cause cell cycle arrest at
the G2/M phase and shifted to S phase cell cycle arrest at higher
concentration of CPT. An increasing trend of cell cycle arrest in
the G2/M phase is visible at ICs, concentration.>*
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4. Discussion

Cervical cancer is among the major cancers affecting females
worldwide and, despite advancement in chemotherapy, it usually
causes death, partially due to the failure of chemotherapy.* The
stability and solubility of CPT have greatly diminished CPT's anti-
cancer value in present cancer treatments and has diminished its
potential to be an anti-cancer agent for other major cancers, such
as cervical cancer. This restriction is the driving factor for research
within nanotechnology to synthesize an effective nanocarrier for
CPT that would enhance its solubility and stability and also
improve its aptitude to be an anti-cancer agent for other cancers.
B-CD-EDTA-Fe;0,/CPT were developed with these objectives. B-
CD-EDTA-Fe;0, is a nanocarrier that is formulated to encapsu-
late CPT thus increasing its stability and solubility in aqueous
environments. The development of MNPs functionalized CD
through the cross linker was examined their crystalline nature,
surface morphology, thermal stability and encapsulation, and in
vitro drug release of CPT drug on the carrier. The poly-
condensation reaction of a secondary alcohol of CD and carbox-
ylic acid group of EDTA was confirmed by 'H and *C NMR
spectroscopy. The SEM morphological examination demonstrates
the spherical and smooth surfaces of Fe MNS and CD-EDTA, CD-
EDTA-Fe, drug loaded CD-EDTA-Fe has different morphologies.
This is due to the modifying parent moiety. The conjugation of Fe
on the EDTA linked B-CD increased the size of the carrier
compared to non-conjugated B-CD-EDTA composite. Encapsula-
tion of the CPT on the carrier increased the carrier size by the
inclusion of CPT drug on the carrier. The conjugated Fe MNs
could enhance biomedical application as targeted drug vehicle,
a carrier for MRI substances, etc. Fe MNs functionalization affords
an essential magnetic treatment method, which increases its
usefulness and brings external magnetic force treatment closer to
reality.® The formulation of the magnetic nano-drug delivery
vehicle is an expanding area of research. The nanocarrier conju-
gated with Fe MNs and encapsulation of CPT drug was tested on
HeLa cancerous cell line. We characterized the apoptotic pathway
induced by water soluble B-CD-EDTA-Fe;0,/CPT in HeLa cells,
which share many features common to CPT-induced apoptosis.
We identified apoptosis signals, such as upstream caspase-like
protease activation and mitochondrial membrane depolariza-
tion. The cytotoxicity assay conducted on HeLa cells showed that
at an ICs, concentration of 245 ug mL™", B-CD-EDTA-Fe;0,/CPT
were found to be more effective at causing apoptosis in compar-
ison to CPT only. At this concentration, the amount of CPT in the
B-CD-EDTA-Fe;0,/CPT formulation is about 7.5% of CPT making
the final concentration of CPT ICs;, concentration derived from
the MTT assay used in this study at a low range of 18.3 pg mL ™" of
CPT per 245 pg mL ' of B-CD-EDTA-Fe;0,/CPT. The solubility
showed that B-CD-EDTA-Fe;0,/CPT is soluble in aqueous solu-
tion thus improving the efficiency of CPT on the HeLa cancer
cells. Also, a multiple cell lines comparison is also made possible
by conducting CPT-CEF treatment on HT29 colon and A549 lung
cancer cell lines.*® The data showed that the effective CPT-CEF
concentration for 50% inhibition (IC5,) of HT29 cell growth after
48 h was 133.5 ug mL ™" and of 85 ug mL " for achieving 50%

This journal is © The Royal Society of Chemistry 2017


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c7ra06615e

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

Open Access Article. Published on 28 2017. Downloaded on 28.02.2026 10:12:39.

(cc)

View Article Online

RSC Advances

Paper
a)
TESTS-Untreated stained TESTS-1/4 IC50
Vo V-
‘2—5' 'gﬁ:
£ ] @
Q@ @ Q1 @z
] .
> ol
AL "I ¥ "'-'";;. T T Yrrrroy Tt . LA L e )
FITC-A *° FITC-A ° "
TESTS-1721C50 TESTSIC50
&‘ﬂ 4 @ Q@ . d Q1 Q2
2 Laiia "o “
] @ qe POl
T T e e " GRS T e e e AL B0 s e )
FITC-A w * FITC-A v
14 - .
2 I Q4 - Early apoptosis
12 - I Q2 - Late apoptosis
EE Q1- DNA damaged cells
10
L
©8
(&}
©
o 6
o
4
2
0
Untreated 1/4 1C50 1/2 1C50 IC50
Concentration pg/mi
Fig. 10 (a) Shows the cell cycle arrest caused by CPT—CEF in a concentration dependent manner (a) untreated, (b) 1/41Csq treated cells, (c) 1/

21Csq treated cells and (d) ICsg treated Hela cells. (b) Shows the graphical representation of the trend in cell cycle arrest of Hela cells in response

to CPT-CEF treatment.

This journal is © The Royal Society of Chemistry 2017

RSC Adv., 2017, 7, 46271-46285 | 46283


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c7ra06615e

Open Access Article. Published on 28 2017. Downloaded on 28.02.2026 10:12:39.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

RSC Advances

inhibition (ICso) in A549 cell growth after 48 h of treatment. This
data showed a clear indication of the potential of CPT-CEF to
greatly affect A549 cells in terms of cell viability in comparison to
colon and lung cancer cell lines.

The JC-1 analysis results suggest that CPT-CEF has the ability
to induce apoptosis through the mitochondrial pathway. Mito-
chondrial membrane potential plays a role in the apoptotic
pathway of HeLa cell line treated with B-CD-EDTA-Fe;0,/CPT.
Only 23.7% of cells membranes were found to be depolarized at
an IC;, concentration as the concentration of B-CD-EDTA-Fe;0,/
CPT was doubled the shift in the AW, was reflected as result of -
CD-EDTA-Fe;0,/CPT treatment. This correlates with previous
findings that state that CPT alters the mitochondrial membrane
potential in treated HeLa cells, which triggers the intrinsic
pathway of apoptosis.>” Annexin V results showed an increasing
trend in the percentage of cells entering the apoptotic stages. An
increased amount of cells in the early and late stage apoptosis
were seen at f-CD-EDTA-Fe;0,/CPT treatment ICs, in compar-
ison to the untreated cells. CPT activates the caspase cascade
reaction via the mitochondrial apoptotic pathway, leading to cell
death.”® Interestingly a 2-fold increase in the percentage of
caspase-3 induction was detected at ICs, concentration. Caspases
are produced and retained in the cytoplasm as proenzymes and
only undergo proteolytic activation when triggered by events such
as apoptosis.* A major shift is observed in cell cycle analysis as
cell cycle arrest is noted at GO/G1 phase. We assume this shift
might be due to the synergistic effect contributed by the nano-
carrier encapsulating camptothecin.

5. Conclusion

In this present work, the new anti-cancer carrier has been
developed of using B-CD-modified iron magnetic nanoparticles,
showed selective binding to the cancerous cell. Well-dispersed
iron oxide magnetic nanoparticles with 168.5 nm diameter and
spherical shape were synthesized by co-precipitation method.
The morphological analysis of the FMN (Fe;0, Magnetic Nano-
particles) and the B-CD carrier was carried out by SEM technique.
The functionality and thermal decomposition nature of Fe;0,, B-
CD-EDTA-Fe;0,, and B-CD-EDTA-Fe;0,/CPT nanocomposites
were endorsed by FTIR and TGA studies. To the best of our
knowledge, this is the first time that magnetic iron oxide NPs
functionalized B-CD nanocarrier system has been developed for
camptothecin delivery to HeLa cancer cell line. By taking
advantage of the superparamagnetic possessions of the FNM core
and the molecular recognition between B-CD and target the cells,
these B-CD loaded FMNPs make promising candidates for the
non-invasive detection of the cancer cells. We have thoroughly
studied the mechanism of action of CPT-CEF by analyzing the
nuclear, mitochondrial membrane potential, the activity of
caspase-like proteases, and cytosolic changes related with
apoptosis in HeLa cells.
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