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Fabrication of a hyaluronic acid conjugated metal
organic framework for targeted drug delivery and

magnetic resonance imaging
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Since metal organic frameworks (MOF) have exhibited fascinating potential in biomedical applications, it is

worthwhile to construct a MOF-based multifunctional drug delivery system. In the present study, the
anticancer drug doxorubicin (DOX) was loaded into zeolitic imidazolate framework-8 (ZIF-8) via a one-
pot process. The formed DOX@ZIF-8 was then coated with polydopamine, successively chelated with

Fe®* and conjugated with hyaluronic acid (HA), finally resulting in a multifunctional ZIF-8 nanocarrier.

The characterization results confirmed the successful formation of the hybrid nanocarrier. pH-

responsive drug release of DOX was observed due to the innate pH-dependent stability of ZIF-8.

Importantly, the flow cytometry and confocal laser scanning microscope results both verified the
targeting ability of DOX@ZIF-HA toward prostate cancer PC-3 cells. The improved therapeutic efficacy
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of DOX@ZIF-HA when compared to the inhibited group was also demonstrated. Furthermore, the

chelation of Fe** by PDA makes the prepared DOX@ZIF-HA a good contrast agent for magnetic

DOI: 10.1039/c7ral2969f

rsc.li/rsc-advances

1. Introduction

As one of the most frequently used approaches for combating
cancer, chemotherapy has always suffered some unbearable
drawbacks, including non-specific toxicity toward normal cells,
premature degradation in circulation and insufficient thera-
peutic efficacy. To address those problems, various nano-
carriers, such as liposomes,”> polymer micelles,* graphene* and
mesoporous silica nanoparticles,®> have been widely developed
for packaging and delivering chemotherapeutic drugs. Nano-
carriers can not only protect the drug from rapid clearance, but
can also improve its accumulation at the tumor site through the
enhanced permeability and retention (EPR) effect.® However,
currently explored nanocarriers still have a few shortcomings to
conquer. For instance, the stability of organic nanocarriers is
poor and they can only offer single functionality,” while debates
about the biocompatibility and biodegradability of inorganic
nanocarriers have never stopped.® The construction of organic/
inorganic hybrid nanocarriers could adequately integrate the
functionality of inorganic nanomaterials with the biocompati-
bility of organic nanomaterials.” Unfortunately, simple hybrid-
ization still fails to change their innate physiochemical
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resonance (MR) imaging. Hence, we hope the constructed ZIF-8 based multifunctional nanocarrier could
be a candidate for cancer theranostics.

properties. As a consequence, the development of novel nano-
carriers with a natural organic/inorganic constitution may
strongly promote the translation process of nanomedicine.
Metal organic frameworks (MOFs) are highly porous mate-
rials composed of metal ions and organic linkers.' In partic-
ular, nano-scale MOFs have drawn extensive attention owing to
their high surface area, tunable shapes and pore sizes, and
controllable surface functionalities.'* Built from zinc ions and
imidazole units, zeolitic imidazolate framework-8 (ZIF-8) is one
of the most widely investigated subclasses of MOFs for
biomedical applications.”” It is well known that ZIF-8 can
decompose under lower pH conditions," thus making it a good
candidate for a pH-responsive nanocarrier for drug delivery. For
instance, Wang’s group** developed a facile two-step method to
fabricate green fluorescent carbon nanodots@ZIF-8 with
adjustable size and fluorescence intensity, then the prepared
hybrid ZIF-8 was loaded with 5-fluorouracil and a pH-responsive
drug release behavior was demonstrated. In another study, He
et al.* prepared CuS-encapsulated ZIF-8 and then the anti-
cancer drug doxorubicin (DOX) was loaded into the hybrid ZIF-8
nanoparticles for combined therapy. However, the drug loading
process in those studies was mostly accomplished in two steps:
the formation of ZIF-8 and the absorption of the drug. This
approach always suffers from low loading efficacy and poorly
controlled release of the molecules. Very recently, Zou and co-
workers' proposed a one-pot synthetic procedure for the
preparation of targeted molecule-encapsulated ZIF-8 in the
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aqueous phase. The results demonstrated that the as-
synthesized drug-loaded nanocrystal could also act as an effi-
cient pH-responsive drug delivery vehicle for chemotherapy. So
this simple, scalable, and eco-friendly technique is likely to be
preferable for the fabrication of drug-loaded nanocarriers when
compared to conventional methods."”

On the other hand, the unsatisfactory therapeutic efficacy
has always encouraged researchers to modify target molecules
onto nanocarriers for improved efficacy." With regard to MOFs,
various target molecules were also applied to improve their
specific ability towards cancer cells. As an example, Sahu et al.™®
used ZIF-8 to coat upconverting nanoparticles for cancer
theranostics, onto which folic acid was also attached for tar-
geted drug delivery. In that system, the internal upconverting
nanoparticles acted as an imaging component, the outer layer
ZIF-8 was loaded with 5-fluorouracil for chemotherapy and folic
acid acted as a target molecule for enhancing the chemothera-
peutic efficacy against HeLa cells. Besides, the fabrication of
a theranostic nanoagent based on ZIF-8 is also favorable for
precision nanomedicine. Recently, Wang et al.** used ZIF-8 to
encapsulate Fe;O, nanoparticles and gold nanoclusters and
then the anticancer drug doxorubicin was loaded into the cavity
of ZIF-8 for chemotherapy. The obtained hybrid nanoplatform
could not only deliver DOX into cancer cells, but also could be
applied for magnetic resonance (MR) imaging and fluorescence
imaging, thereby achieving simultaneous therapeutic and
diagnostic functions. Considering the relatively complicated
process of the above design, it is highly desirable to develop
a facile strategy to construct a multifunctional theranostic
nanoplatform.

Herein, we present a facile synthesis of a multifunctional
nanocarrier based on ZIF-8 for cancer theranostics. Conve-
niently, DOX was encapsulated into the ZIF-8 structure
(DOX@ZIF-8) via a one-pot synthesis process. Subsequently,
polydopamine (PDA) was applied to modify DOX@ZIF-8 to
provide it with an active surface via mussel-inspired polymeri-
zation. Furthermore, hyaluronic acid (HA), a widely reported
targeting molecule,” was conjugated onto DOX@ZIF-8 via iron-
mediated coordination. Even though a vast amount of nano-
carriers have been functionalized with HA for targeted drug
delivery,”>* the modification of HA on ZIF-8 for targeted
chemotherapy has not yet been reported to the best of our
knowledge. So we think three considerations can be highlighted
for this work: first, the one-pot drug loading process is more
convenient than most reported MOF-based nanocarriers as
described above; second, the facile modification of HA can
facilitate its active targeted delivery into specific cancer cells;
third and more importantly, the coordination interaction
between Fe®* and PDA demonstrates that it could be used as
a T, contrast agent for MR imaging, making the prepared hybrid
MOF-based nanocarrier a good candidate for theranostic
nanoplatforms. The obtained DOX@ZIF-HA was systematically
characterized. The DOX release behavior was investigated and
the targeting ability of DOX@ZIF-HA toward prostate cancer cell
line PC-3 cells was emphasized. Last, the in vitro MR imaging
capability of DOX@ZIF-HA was also inspected. Thus, the
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constructed multifunctional nanocarrier possessed both ther-
apeutic and diagnostic functions.

2. Experimental section

2.1. Materials

Zn(NO,);-6H,0, 2-methylimidazole, dopamine hydrochloride
and FeCl;-6H,0 were purchased from Sigma-Aldrich Trading
Co., Ltd. Amino-poly(ethylene glycol) (PEG-NH,, M,, ~ 2000 Da)
was received from JenKem Technology Co, Ltd. Doxorubicin
hydrochloride was bought from Beijing Huafeng United Tech-
nology Co., Ltd. Roswell Park Memorial Institute (RPMI) 1640
medium, trypsin, fetal bovine serum (FBS) and penicillin-
streptomycin solution were supplied by Hyclone (Thermo
Scientific, USA). A cell counting kit-8 (CCK-8) was provided by
Sigma-Aldrich Trading Co., Ltd. 4,6-Diamidino-2-phenylindole
(DAPI) was received from Vector laboratories (Burlingame, CA).
All other reagents were of analytical grade and used without
further purification. Deionized (DI) water was used throughout
all experiments.

2.2. Synthesis of DOX-encapsulated ZIF-8

Chemotherapeutic DOX was incorporated into the framework of
ZIF-8 via a “one-pot” method.*® Generally, DOX was dissolved in
DI water at 4 mg mL™". Then 0.2 g (0.66 mmol) of Zn(NOj3),-
-6H,0 was dissolved in 0.8 mL water, into which 4 mL of DOX
solution was added and vigorously stirred for 1 min. After that
2 g 2-methylimidazole was dissolved in 8 mL water and this was
slowly dropped into the mixture. The reaction was maintained
at room temperature for 15 min. The DOX@ZIF-8 nanoparticles
were collected using high-speed centrifugation and washed
with DI water three times.

2.3. Preparation of polydopamine-coated DOX@ZIF-8

To modify their inert surface, polydopamine (PDA) was coated
onto DOX®@ZIF-8 via mussel-inspired polymerization.** Briefly,
20 mg DOX@ZIF-8 was ultrasonically dispersed in 20 mL Tris—
HCI solution (pH 8.5, 10 mM). Then 10 mg dopamine hydro-
chloride was added and the reaction was continued for 4 h.
PDA-coated DOX@ZIF-8 was separated by centrifugation and
washed with DI water.

2.4. Modification of hyaluronic acid (HA)

The target molecule HA was conjugated onto DOX@ZIF-8 via an
Fe*"-mediated coordination reaction.?® Typically, 10 mg
DOX@ZIF-PDA was dispersed in 10 mL Tris-HCI solution (pH
8.5, 10 mM). Then 0.1 mL of FeCl; solution was added and
stirred for 1 h. Subsequently, 10 mg HA was introduced into the
mixture and stirred for another 3 h. Finally, the hybrid nano-
particles were collected by centrifugation and repeatedly
washed. The HA modified DOX@ZIF-8 was denoted DOX@ZIF-
HA.

This journal is © The Royal Society of Chemistry 2018
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2.5. Characterization

The morphology of DOX@ZIF-8 before and after functionaliza-
tion was observed using JEOL-2100 transmission electron
microscopy (TEM) at an operating voltage of 200 kv. Field-
emission scanning electron microscopy (FESEM) was per-
formed on a Hitachi S-4800 (Japan). An X-ray diffraction (XRD)
pattern was produced on a Rigaku D/MAX-2550 PC diffractom-
eter using monochromic Cu-Ka radiation operated at 40 kV and
80 mA in a 26 range of 10-50°. The size distribution of
DOX®@ZIF-HA in different media was measured by dynamic
light scattering (DLS) on a BI-200SM multiangle dynamic/static
laser scattering instrument (Brookhaven, U.S.). Zeta potential
measurements were performed on Malvern Zetasizer Nano ZS
apparatus. A Fourier transform infrared (FTIR) spectrum was
recorded using a Nicolet 6700 spectrometer.

2.6. Drug release behavior

Prior to the drug release experiment, the drug loading efficacy
was determined. Briefly, a certain amount of DOX@ZIF-HA was
incubated in diluted hydrochloric acid solution overnight and
the absorption value of the supernatant solution at 480 nm was
measured using a UV-vis spectrophotometer.

To investigate the drug release behavior, 5 mg DOX@ZIF-HA
was dispersed in 1 mL buffer solution with different pH values
(pH 5.0 and 7.4), and sealed in a dialysis bag (MWCO ~ 3500
Da). The dialysis bag was immersed in the corresponding buffer
solutions and shaken at 37 °C. The release medium was taken
out for UV-vis spectrophotometer measurements and fresh
medium was supplied at each time point.

2.7. MR imaging ability

The obtained DOX@ZIF-HA was dispersed in DI water at
different Fe concentrations. The T; relaxometry of those
dispersions was measured using a 0.5-T NMI20-Analyst NMR
Analyzing and Imaging system (Shanghai Niumag Corporation,
China). Then the T; relaxivity was calculated using a linear fit of
the inverse T; (1/T;) value as a function of Fe concentration.
Correspondingly, the T;-weighted images of those dispersions
were also recorded.

2.8. Cell culture

The human prostate carcinoma cell line (PC-3) was provided by
American Type Tissue Collection (ATTC, Rockville, MD). The
mouse fibroblast cell line (L929) was purchased from the
Shanghai Institute of Cell Biology, Chinese Academy of Sciences
(Shanghai, China). PC-3 cells and L929 cells were grown in
RPMI-1640 medium and DMEM medium, respectively, supple-
mented with 10% FBS and 1% penicillin-streptomycin (v/v) and
cultured in a humidified atmosphere with 5% CO, at 37 °C.

2.9. Invitro cellular uptake

The cellular uptake of DOX-incorporated nanoparticles was first
investigated using flow cytometry (FCM). PC-3 cells were
detached by trypsin and seeded in a six-well plate at a density of
2 x 10° cells per well. After the cells were completely adhered,

This journal is © The Royal Society of Chemistry 2018
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the medium was discarded and fresh medium containing free
DOX and DOX@ZIF-HA was added. The cells were cultured for
another 2 h. Afterward, the cells were trypsinized, washed with
PBS several times, and filtered with 400-mesh sieves. The cells
were then suspended in PBS for FCM analysis.

The cellular uptake of DOX-incorporated nanoparticles was
also inspected by confocal laser scanning microscopy (CLSM).
Typically, 2 x 10° PC-3 cells or L929 cells were seeded in a glass-
bottom culture dish and incubated overnight. Then the cells
were co-cultured with free DOX and DOX@ZIF-HA at a DOX
concentration of 5 ug mL ™" for 2 h. Afterwards, the medium was
removed and the cells were washed with PBS several times. The
cells were stained with 4% paraformaldehyde for 15 min.
Finally, the cells were directly observed using CLSM equipped
with an oil lens.

For a comparative experiment, PC-3 cells or L929 cells were
pre-treated with 10 mg mL™~" HA solution for 4 h. The other
procedures were performed in the same way.

2.10. In vitro therapeutic efficacy

The therapeutic efficacy of DOX-incorporated carriers against
PC-3 cells and L929 cells was evaluated using a standard CCK-8
assay. In brief, PC-3 cells or L929 cells were seeded into a 96-well
plate at a density of 10* cells per well. After being cultured for
24 h, the cells were treated with free DOX, DOX@ZIF-8 and
DOX@ZIF-HA at various concentrations (DOX concentrations of
0.5, 1, 2 and 4 pg mL™") and maintained for another 24 h. Then
the cells were washed with PBS and cultured with CCK-8
working solution for 2 h. The absorbance at 450 nm of each
sample was measured using a microplate reader. The cell
viability was calculated by the value of the control group divided
by the values of the samples. Four parallel experiments were
conducted for each group.

To qualitatively observe the therapeutic efficacy, PC-3 cells
were cultured and treated using the same aforementioned
procedure. Then the cells were slightly rinsed with PBS and
stained with Calcein-AM for 15 min. The staining solution was
discarded and the cells were imaged using inverted fluores-
cence microscopy.

2.11. Statistical analysis

All values were reported as mean + standard deviation. A one-
way analysis of variance (ANOVA) statistical method was con-
ducted to assess the significance of the experimental data. *p <
0.05 and **p < 0.01 were considered as statistically significant.

3. Results and discussion

3.1. Synthesis and characterization of DOX@ZIF-HA

The preparation of DOX@ZIF-HA is schematically illustrated in
Fig. 1. DOX was incorporated into the MOF via a one-pot reac-
tion. Initially, DOX would interact with a Zn ion to form
a coordination polymer, then the metal organic framework
could rapidly form upon the addition of an organic linker, 2-
methylimidazole, on the basis of a previously reported theory.*®
Subsequently, the surface of DOX@ZIF-8 was modified with

RSC Adv., 2018, 8, 6581-6589 | 6583


http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/c7ra12969f

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

Open Access Article. Published on 09 2018. Downloaded on 16.10.2025 22:54:05.

(cc)

RSC Advances

Linker év One-pot

Zn*t =

DOX @

Hyaluronic acid

Polydopamine

View Article Online

Paper

e ererererirtreret

Fig. 1 A schematic diagram for the preparation of DOX@ZIF-HA and the Fe®*-

PDA, onto which an Fe ion was chelated and HA was conjugated
to obtain DOX@ZIF-HA. The prepared MOF, before and after
functionalization, was explored by TEM. As presented in Fig. 2B,
we successfully fabricated nano-scale DOX@ZIF-8, which clearly
displayed a spherical appearance with a diameter of around
150 nm. In contrast, the bare ZIF-8 nanoparticles without DOX
loading showed a typical hexagonal structure (Fig. 2A). After
functionalization, the TEM images suggest that a more rough
surface could be observed (Fig. 2C and D), whereas no

mediated coordination interaction between HA and PDA.

significant change was observed in the morphology of the ob-
tained nanoparticles when compared to pristine DOX@ZIF-8.
To further confirm this, an FESEM image of DOX@ZIF-HA is
presented in Fig. 2E. It can be easily seen that DOX@ZIF-HA still
maintained a round shape and no apparent particle agglomer-
ation occurred, which is beneficial for its application in drug
delivery. The crystal phase was also monitored by XRD. As
shown in Fig. 2F, pristine DOX®@ZIF-8 exhibited well-defined
diffraction peaks that correspond to the high crystallinity of

—— DOX@2ZIF-8
—— DOX@2ZIF-HA

Intensity (a.u.)

30
2 theta (°)

Fig.2 TEM images of (A) pure ZIF-8, (B) DOX@ZIF-8, (C) DOX@ZIF-PDA and (D) DOX@ZIF-HA nanoparticles. (E) An FESEM image of the prepared

DOX@ZIF-HA. (F) The XRD results of the prepared nanoparticles.
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ZIF-8.>° Those characteristic peaks were still retained after
functionalization was completed, however, a weak broad peak
emerged around 20°, which could be assigned to the organic
shell.>”

Since a good colloidal stability of nanocarriers is a prerequi-
site for their application, we next inspected the colloidal
stability of the as-synthesized DOX@ZIF-HA in different media.
DLS was applied to measure the size distribution of those
dispersions (Fig. 3A). It was found that the size distribution of
DOX@ZIF-HA in PBS and cell culture medium was similar to
that in DI water, somewhat reflecting that no agglomeration
happened even when DOX@ZIF-HA was dispersed in a solution
with a high ionic strength. It was also noticed that the size of
DOX®@ZIF-HA was slightly increased in FBS, which might be
ascribed to the nonspecific adsorbed protein on its surface.”®
Meanwhile, the dispersions were stored under ambient condi-
tions for 12 h, and the obtained photograph indicated that no
large particles appeared in the dispersions (Fig. 3B), further
confirming the colloidal stability of DOX@ZIF-HA in different
media.

Zeta potential measurements were performed to detect the
surface charge of the prepared nanoparticles. Fig. 4A demon-
strates that the as-synthesized DOX@ZIF-8 displayed a posi-
tively-charged surface with a zeta potential of 27.1 mV, while
PDA modification gives the hybrid nanoparticles a negatively-
charged surface owing to the abundant phenolic groups of
PDA.* After the attachment of acid mucopolysaccharide HA,*
the obtained DOX@ZIF-HA still maintained a highly negative
potential with a value of —30.2 mV. Logically, the higher nega-
tive potential could ensure good colloidal stability of the
nanomaterials under physiological conditions,* resulting in
good colloidal stability of DOX@ZIF-HA as illustrated above.
Afterwards, the chemical composition of the prepared nano-
particles was also investigated using FTIR. As depicted in
Fig. 4B, the spectrum of pure ZIF-8 appeared to be typical, and
the 1574 and 1145 cm " bands belong to C=N stretching
vibrations. Moreover, the strong peak at 1077 cm ™, assigned to
the C-N stretching of the imidazole units, was observed in both
pure ZIF-8 and the other nanoformulations.** Obviously, the
bands in the range of 2800-3200 cm ' resulted from C-H
vibrations in the backbone ring structure.®® A new peak at
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Fig. 4 (A) Surface zeta potential and (B) FTIR spectra of the prepared
nanoparticles in different stages.

1285 cm™', corresponding to the C-O vibration from the
phenolic hydroxyl group, was clearly observed after the modi-
fication with PDA,* and the sharp peak at 1077 cm™ ' was
weakened and broadened at the same time. Besides, the typical
absorption peaks of the amide bond were also detected in the
spectrum of DOX@ZIF-HA because of the N-acetylglucosamine

of HA. Specifically, three adjacent peaks at 1610, 1476 and

A 1004 Water B
80 - =
2
£ 60
c
2
c
= 40
=
20 N
T T T T T
0 200 400 600 800 1000

Diameter (nm)

Fig. 3
dispersions stored under ambient conditions for 1 h and 12 h.
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(A) The size distribution of DOX@ZIF-HA dispersed in different media, as measured by DLS. (B) Photographs of different DOX@ZIF-HA
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1394 cm ™! were attributed to the absorption of the amide I, II
and III bands,* respectively. When combined with the above
discussion, it can be concluded that the designed hybrid
nanoplatform was successfully fabricated.

3.2. Drug release property

After the successful construction of DOX@ZIF-HA was verified,
the release behavior of the incorporated DOX was successively
investigated. The loading efficacy was determined to be 8.92 +
0.53%. Fig. 5 shows the release kinetics of DOX from DOX@ZIF-
HA under different pH conditions. The data suggest that the
release of DOX from the nanocarrier demonstrated a sustained
nature regardless of the pH condition. In particular, a pH-
dependent drug release behavior was observed. It can be seen
that 34% of DOX was released from DOX@ZIF-HA in the first 6 h
under acidic conditions (pH 5.0), while the released amount of
DOX was only 7.7% under physiological pH conditions over the
same time period. At the end, the cumulative amount of DOX
released at pH 5.0 and 7.4 was 70.1% and 9.8%, respectively.
The pH-dependent release behavior is reasonable owing to the
dissolution mechanism of the nanoscale ZIF-8 structure. It has
been widely demonstrated that the coordination interaction
between Zn>* and imidazole would be disrupted under lower pH
conditions,* which then encourages the locked DOX to diffuse
out. Another potential reason lies in the better hydrophilicity of
DOX under acidic conditions, when compared to that under
neutral conditions.’” Anyway, there is no doubt that the rapid
release of DOX at pH 5.0 could dramatically improve the
delivery efficacy considering the more acidic tumor microenvi-
ronment when compared to that of normal tissues.

3.3. Targeted cellular uptake

Apart from the stimuli-responsive drug release properties, the
targeted drug delivery could further enhance the chemothera-
peutic efficacy.*® The targeting ability of DOX@ZIF-HA toward
the prostate cancer cell line PC-3 was first evaluated by flow
cytometry. The PC-3 cells were treated with different
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Fig. 5 The cumulative release curve of DOX@ZIF-HA under different
pH conditions.
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concentrations of DOX@ZIF-HA for 2 h and then subjected to
the FCM test. The cells incubated with PBS were used as
a control and the cells pre-treated with free HA were used for
comparison. The data demonstrated that the intracellular
fluorescence intensity was distinctly improved with the increase
of DOX@ZIF-HA concentration (Fig. 6A). It is worth noting that
the mean fluorescence of cells pre-treated with free HA was
higher than that of cells directly treated with DOX@ZIF-HA at
the same concentration. Specifically, the value decreased from
217.37 to 193.19 at a concentration of 100 ug mL ™" after pre-
treatment with free HA (Fig. 6B). Considering the widely re-
ported overexpressed CD44 receptor on PC-3 cells,***® the value
decrease was because the free HA would inhibit the overex-
pressed CD44 receptor on PC-3 cells. Thus, it can be deduced
that the prepared DOX@ZIF-HA could efficiently target PC-3
cells.

Moreover, the cells were incubated with free DOX and
DOX®@ZIF-HA for 2 h and CLSM was applied to visually observe
their intracellular uptake. As presented in Fig. 7A, the red
fluorescence of DOX completely overlapped with the blue fluo-
rescence of the DAPI-stained cell nucleus, while the red spot of
DOX@ZIF-HA was mainly distributed in the cell cytoplasm and
localized around the cell nucleus. As a small molecule drug,
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Fig. 6 (A) Flow cytometric analysis of Hela cells treated with different
concentrations of DOX@ZIF-HA for 2 h, free HA was used to inhibit
CD44 receptors on PC-3 cells for comparison. (B) Mean fluorescence
density in PC-3 cells after the corresponding treatment (* for p < 0.05
and ** for p < 0.01).
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Fig. 7 CLSM images of (A) PC-3 cells and (B) L929 cells, treated with free DOX and DOX@ZIF-HA for 2 h, the cells pre-treated with HA were
observed for comparison. The blue and red fluorescence represents the DAPI-stained cell nucleus and DOX, respectively.

DOX entered into PC-3 cells via passive diffusion, thus resulting
in rapid entrance into the cell nucleus. In contrast, the nano-
carrier was actively transported into the cell interior by enclos-
ing it in vesicles.”* So the retention of DOX®@ZIF-HA in the
cytoplasm could facilitate the sustained release of DOX and
maintain a sufficient drug concentration in cancer cells.*” In
addition, the enhanced uptake of DOX@ZIF-HA by the PC-3
cells was also confirmed. It can be seen that the fluorescence
in the case of DOX@ZIF-HA was much stronger than that of the
cells pre-treated with free HA. This result should be attributed
to the inhibition of the overexpressed CD44 receptors on the PC-
3 cell surface by free HA, leading to the subdued targeting
ability of DOX@ZIF-HA.

Normal cells L929 were also employed to further confirm the
targeting ability of DOX@ZIF-HA toward specific cancer cells. As
seen in Fig. 7B, the free DOX also directly diffused into the cell
nucleus. Meanwhile, it also can be observed that red spots of
DOX®@ZIF-HA accumulated in the cytoplasm. Notably, the
fluorescence intensity of L929 cells was clearly lower than that
of PC-3 cells. This tendency could probably be attributed to the
negative surface of DOX@ZIF-HA. Meanwhile, it is worth noting
that the treatment of free HA didn’t reduce the internalization
of DOX@ZIF-HA, showing the different uptake behavior with
CD44-overexpressed PC-3 cells. Predictably, the targeting ability
of DOX@ZIF-HA would lose its “magic” toward a normal cell
line due to the lower expression of the CD44 receptor on L929.
Taken together, the above results forcefully affirm that
DOX@ZIF-HA could efficiently enhance intracellular uptake
and deliver more of the drug into PC-3 cells.

3.4. Invitro killing efficacy of PC-3 cells

After confirming the targeting ability of DOX@ZIF-HA, its
therapeutic activity against PC-3 cells was assessed using the
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CCK-8 assay. The cells were treated with different formulations
for 24 h and un-treated cells were used as a control. As shown in
Fig. 8A, the viability of treated PC-3 cells clearly decreased with
increased DOX concentration. Specifically, the toxicity of
DOX®@ZIF-HA was significantly higher than that of free DOX at
the same concentration. For instance, at a DOX concentration of
1 pg mL ™", the cell viability for free DOX and DOX@ZIF-HA was
65.61% and 48.59%, respectively. This is mainly due to the fact
that the efficient internalization of the targeted -carrier
DOX®@ZIF-HA could improve the intracellular DOX concentra-
tion.*® Furthermore, the inhibition assay was also performed to
demonstrate the targeting ability. It was observed that the
toxicity of DOX@ZIF-HA clearly decreased in the presence of
free HA. In particular, the cell viability of DOX@ZIF-HA was
20.22% at a DOX concentration of 4 pg mL ™", while the value
increased to 26.56% after pre-treatment with free HA.
Undoubtedly, the decrease in therapeutic efficacy was caused by
the inhibition of free HA toward the targeting ability of
DOX®@ZIF-HA. To further demonstrate the discrepancy, live cell
staining was performed. Fig. 8C shows the fluorescent imaging
of PC-3 cells treated with different formulations. It can be seen
that the strong green fluorescence was overspread on the
culture well for the control group, while the amount of live cells
sharply decreased after incubation with different treatments. In
particular, DOX@ZIF-HA treated cells exhibited a higher
mortality rate as compared to free DOX-treated PC-3 cells and
the inhibited group, suggesting the same tendency as the
quantitative results.

For comparison, L929 cells were also subjected to the same
treatments and the data are presented in Fig. 8B. Although the
cell viabilities decreased with elevated DOX concentrations, it
should be noted that the survival rate of L929 cells was distinctly
lower than that of PC-3 cells at an equivalent DOX
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Fig.8 The CCK-8assay of (A) PC-3 cells and (B) L929 cells, treated with free DOX and DOX@ZIF-HA at different DOX concentrations for 24 h. (C)
Live cell staining (Calcein—AM) of PC-3 cells treated with (C,) culture medium, (C,) free DOX, (C3) DOX@ZIF-HA plus free HA and (C4) DOX@ZIF-

HA, at a DOX concentration of 4 pug mL™*,

concentration. Not surprisingly, the inhibition of free HA
exerted negligible influence on the therapeutic efficacy
of DOX®@ZIF-HA. Specifically, at a DOX concentration of
4 g mL™?, the viability for free DOX, DOX@ZIF-HA and
DOX@ZIF-HA plus free HA treated L929 cells was 45.04%,
39.84% and 43.56%, respectively. It could be expected that the
lower toxicity of DOX@ZIF-HA against L929 would alleviate its
side effects toward normal organs, somewhat highlighting the
intrinsic merit of actively targeted nanocarriers. Therefore, the
above results suggest that the prepared DOX@ZIF-HA could be
efficiently applied as an actively targeted nanocarrier to
improve chemotherapeutic efficacy.
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Fig. 9 The in vitro MR imaging ability of DOX@ZIF-HA. The linear
fitting of 1/T; as a function of Fe concentration. The inset pictures
represent the corresponding T;-weighted MR images of DOX@ZIF-HA
at different Fe concentrations.
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3.5. Invitro MR imaging ability

Apart from mediating the conjugation of HA, the chelation of
Fe** by PDA could also be used as a T; contrast agent.**** So the
MR imaging ability of DOX@ZIF-HA was evaluated in vitro. As
expected, the longitudinal relaxation time (7T;) decreased
correlatively with increased Fe concentration (Fig. 9). The r;
value was calculated to be 5.57 mM ™' s~ ', which is higher than
a clinically used MRI contrast agent Gd-DTPA. Correspondingly,
the MR images of DOX@ZIF-HA dispersions became brighter
with the increase of Fe concentration (inset photos in Fig. 9),
implying their favorable MR imaging ability. Thus, the
DOX®@ZIF-HA could also act as an excellent contrast agent for
MR imaging.

4. Conclusion

In summary, DOX-doped MOF nanoparticles were prepared via
a one-pot reaction and successively anchored with Fe** and HA for
simultaneous targeted drug delivery and MR imaging. The
successful construction of DOX@ZIF-HA was confirmed by
a series of physicochemical characterization techniques. The
incorporated DOX could be released from the nanocarrier in
a sustained and pH-sensitive manner. The inhibition experiment
also demonstrated that the targeting ability of DOX@ZIF-8-HA
toward CD44 overexpressed PC-3 cells could efficiently improve
its intracellular uptake and further enhance the in vitro chemo-
therapeutic efficacy as compared to free DOX. Moreover, the
chelation of Fe*" endowed DOX@ZIF-HA with a favorable contrast
ability for MR imaging. Overall, the developed DOX@ZIF-HA
could be applied as a potential theranostic agent for chemo-
therapy of CD44 overexpressed PC-3 cells and MR imaging.

This journal is © The Royal Society of Chemistry 2018
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