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We report the synthesis of high-entropy-alloy (HEA) nanoparticles (NPs) consisting of five platinum group
metals (Ru, Rh, Pd, Ir and Pt) through a facile one-pot polyol process. We investigated the electronic
structure of HEA NPs using hard X-ray photoelectron spectroscopy, which is the first direct observation
of the electronic structure of HEA NPs. Significantly, the HEA NPs possessed a broad valence band
spectrum without any obvious peaks. This implies that the HEA NPs have random atomic configurations
leading to a variety of local electronic structures. We examined the hydrogen evolution reaction (HER)
and observed a remarkably high HER activity on HEA NPs. At an overpotential of 25 mV, the turnover
frequencies of HEA NPs were 9.5 and 7.8 times higher than those of a commercial Pt catalyst in 0.05 M
H,SO,4 and 1.0 M KOH electrolytes, respectively. Moreover, the HEA NPs showed almost no loss during
a cycling test and were much more stable than the commercial Pt catalyst. Our findings on HEA NPs
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Introduction

High-entropy alloys (HEAs) are solid solutions consisting of at
least five elements in an approximately equal atomic ratio
(recently extended to 5 to 35 at%).' Yeh and colleagues have
reported that when the number of constituents is more than
five, the contribution of configurational entropy (AS = 1.6 R) to
the total free Gibbs energy (AG = AH — TAS) would overcome
the contribution of mixing enthalpy, resulting in the formation
of solid-solution rather than the intermetallic phase.'” Some
HEAs are reported to show a balance of high hardness and
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may provide a new paradigm for the design of catalysts.

strength and to have high thermal/chemical stabilities towards
oxidation and corrosion.*® Furthermore, HEAs can provide
unique surfaces and electronic structures compared to
conventional monometals and binary alloys. Even considering
the nearest neighbouring atomic arrangement of one atom in
fee(111) of a quinary alloy, there are more than 10° (5°/3 > 107,
where 5 means five kinds of elements, 9 is nine nearest neigh-
bouring atoms, and 3 means three-fold symmetry of the
fee(111)) ways, that is, all atoms are in different configurations
and have distinct local electronic structures.

It is well known that the catalytic properties of monometals
and conventional binary alloys can be understood and even
predicted in terms of the electronic structures of the principal
elements both experimentally and theoretically (i.e. d-band
theory).*® However, due to the heterogeneity of the surface
atoms in HEAs, the catalytic properties of HEAs might be not
limited by one principle element anymore and the d-band
center theory might not be able to describe the activity of
HEAs.? The neighbouring active sites with different local elec-
tronic structures in HEAs also provide the possibility for tuning
the selectively in complex reactions. For example, Yao et al. re-
ported that PdPtRhRuCe HEA nanoparticles (NPs) showed
almost 100% selectivity towards ammonia synthesis while the
phase-separated alloy only had less than 20% selectivity."* We
have found that IrOsPtPdRhRu could catalyse ethanol oxidation
with a 12-electron process, although the single metals generally
prompt a four-electron process at most."* Loffler et al. found
that Cr-Mn-Fe-Co-Ni complex solid solution showed at least
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comparable catalytic activity to Pt in oxygen reduction reaction
(ORR), in despite that none of its constituents had good ORR
activity.”” In addition to HEA, other alternative denominations
have also been discussed elsewhere, such as complex solid
solutions,”™** multiprincipal element alloys," polyelemental
particles,'*"” multi-elemental alloy,’® and multimetallic clus-
ters/particles.” These kinds of alloys may present a class of
promising ideal catalysts having desired activity, stability and
selectivity and thus make a paradigm shift in catalysis
research.”® These alloy catalysts with appealing performances
have been reported recently,'*">""'21-** yet, the interpretation
on their properties is still challenging. Quite recently, Rossmeisl
and co-authors have made a great step in theoretically predict-
ing ORR* and CO, and CO reduction®® properties on HEAs by
combing density functional theory calculations and supervised
machine learning. Chuhmann and colleagues proposed that the
multiple wave-shaped segments of the current—potential ORR
curves can be used to interpret the adsorption energy distri-
bution pattern.”* However, to our knowledge, experimental
studies on the relationship between the electronic structure and
the catalytic property of HEA have not been conducted.

To date, the reports on HEA NPs are still scarce compared to
HEA bulk, and almost all the syntheses require special tech-
niques such as carbothermal shock,***'*?* spark ablation,*”
sputtering,” and mechanical ball milling.”® Here, we show the
chemical synthesis of single-phase HEA NPs consisting of Ru,
Rh, Pd, Ir, and Pt in a nearly equal molar ratio by a simple one-
pot polyol method. We investigated the electronic structure of
HEA NPs using hard X-ray photoelectron spectroscopy
(HAXPES), which is the first direct observation of the electronic
structure of HEA NPs. The observed valence band (VB) spectrum
are broad without any peaks which implies that the HEA NPs
have random atomic configurations leading to a variety of local
electronic structures. The hydrogen evolution reaction (HER)
was chosen as a target reaction because of the well-established
relationships between the catalytic property and the electronic
structures of mono(binary) metal catalysts.**® The obtained
IrPdPtRhRu HEA NPs greatly outperformed a commercial Pt/C
in both acidic and alkaline solutions, with 9.5 and 7.8 times
higher turnover frequency (TOF) values at an overpotential of
25 mV, respectively. Plotting the HER activities as a function of
the d-band centre showed that the HEA NPs with a superior
HER activity did not follow conventional d-band centre theory
as expected. In addition, we note that IrPdPtRhRu HEA NPs
showed much improved catalytic stability than the commercial
Pt/C during cycling testing.

Results and discussion
Synthesis and characterization of IrPdPtRhRu HEA NPs

IrPdPtRhRu HEA NPs were obtained by a facile one-pot polyol
process. The five metal precursors (in an equimolar ratio) were
dissolved in H,0, and the aqueous solution was added to the
preheated triethylene glycol solution containing poly(N-vinyl-2-
pyrrolidone) (PVP; K30, MW = 40 000) as a protecting agent at
230 °C. The resulting black solution was cooled to RT and
washed several times with a mixture of ethanol, water, and ether
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to remove the excess PVP. Finally, the black powder was
collected by centrifugation and vacuum drying under RT.

The IrPdPtRhRu HEA NPs were first characterized by trans-
mission electron microscopy (TEM) and high-angle annular
dark-field scanning TEM (HAADF-STEM) coupled with energy-
dispersive X-ray spectroscopy (EDX). The bright-field TEM
image (Fig. Slat) shows that the IrPdPtRhRu HEA NPs had
a mean diameter of 5.5 &+ 1.2 nm. The atomic-resolution STEM
image of an IrPdPtRhRu HEA NP displayed two sets of
perpendicular lattice fringes with an equal planar distance of
0.194 nm that can be assigned as the {200} facets of a face-
centred cubic (fcc) structure (Fig. S27).

The structure of IrPdPtRhRu HEA NPs was further revealed
by synchrotron powder X-ray diffraction (XRD) at the beamline
BL02B2, SPring-8.*° The Rietveld refinement of the XRD pattern
revealed that IrPdPtRhRu HEA NPs had an fcc structure with
a lattice parameter of a = 3.856(1) A and crystal size of 4.7 nm
(Fig. S37), which are consistent with the STEM results.

As references for catalytic measurements, monometallic Ru,
Rh, Pd, Ir, and Pt NPs were also prepared using a polyol method.
The diameters of these monometallic NPs were in the range of
2-6 nm (Fig. S1 and S27).

To investigate the local structure and compositions in the
obtained IrPdPtRhRu HEA NPs, we performed electron
microscopy, X-ray fluorescence (XRF), and X-ray photoelectron
spectroscopy (XPS). Fig. 1 and S4f (a higher resolution) show
the HAADF-STEM images and the corresponding EDX maps of
Ru, Rh, Pd, Ir and Pt. These maps directly show that each
element is homogeneously distributed in the whole NPs, that is,
IrPdPtRhRu solid-solution alloys were obtained. XRF measure-
ment revealed that the atomic percentage of each element in
IrPdPtRhRu HEA NPs was approximately 20% (Fig. 2c and Table
S11). The electronic states were investigated by XPS. As shown in
Fig. 2a, in the binding energy range of 280-350 eV, the core-level
spectra of Ru 3d, Rh 3d, and Pt 3d were observed as the main
peaks with high intensities (blue dashed lines), and Pt 4d and Ir
4d spectra also appeared with low intensities (black dashed
lines). In the binding energy range of 60-80 eV, the

Fig. 1 (a) HAADF-STEM image of IrPdPtRhRu HEA NPs and its cor-
responding EDX maps showing (b) Ru-L, (c) Rh-L, (d) Pd-L, (c) Ir-L, and
(f) Pt-L.

This journal is © The Royal Society of Chemistry 2020
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Fig. 2 Core-level XPS spectra showing the existence of five elements
of IrPdPtRhRu HEA NPs in the regions of (a) 277-350 eV and (b) 55—
88 eV. The dashed lines assign the peaks. (c) Metallic compositions
obtained by XRF and XPS.

characteristic doublets from Ir 4f and Pt 4f are seen (Fig. 2b,
blue dashed lines). The XPS spectrum of each element was fitted
with one component having binding energy similar to its bulk
metal®* (Fig. S51), which suggests that the elements in the
IrPdPtRhRu HEA NPs are in a metallic state. Furthermore,
considering the source energy of Mg Ka, the XPS has a probe
depth of approximately 1 nm. Therefore, the surface composi-
tion of NPs can be investigated by integrating their corre-
sponding XPS peaks. As shown in Fig. 2c and Table S1,f the
surface compositions obtained by XPS are similar to the bulk
compositions given by XRF.

The catalytic properties are closely related to the valence
band (VB) structure of the catalysts; therefore, we performed
HAXPES to reveal the VB features of HEA NPs for the first time.
We compared the experimental VB spectrum of IrPdPtRhRu
HEA NPs with the linear combination of the VB spectra of the
monometal NPs, which corresponds to a physical mixture of the
five elements. As shown in Fig. 3a, obvious differences between
these spectra are seen in the cyan regions, which suggests the
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Fig. 3 (a) Comparison of the experimental VB spectrum of
IrPdPtRhRu HEA NPs and the linear combination of VB spectra of the
monometal NPs. The difference of the spectra is shown as cyan
regions. (b) Comparison of the VB spectra of IrPdPtRhRu HEA NPs and
Pt NPs.
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hybridization of the orbitals of the constituents in IrPdPtRhRu
HEA NPs. In other words, the difference is derived from the
formation of solid-solution NPs, which is consistent with the
STEM analyses. We further compared the VB spectrum of
IrPdPtRhRu HEA NPs with the monometallic NPs in detail.
Almost all the monometallic NPs showed obvious peaks in the
VB spectra (Fig. 3b and S67). In contrast, IrPdPtRhRu HEA NPs
showed a broad VB spectrum without any obvious peaks. We
calculated and summarized the d-band centre of each catalyst
from the VB spectrum (Table S21). There was some deviation
between our results and the reported theoretical values,® which
may originate from the difference between NPs and simple slab
models. The d-band centre of IrPdPtRhRu HEA NPs was located
between those of Pt and Ir NPs.

Catalytic performance of HER

To investigate the HER performance of IrPdPtRhRu HEA NPs,
we first loaded the as-prepared NPs onto active carbon (Vulcan
XC-72R) with a weight percentage of metal at around 20%. A
catalyst ink with a metal concentration of 0.5 mg mL ™" was
prepared by mixing the carbon-loaded NPs with isopropanol,
water, and Nafion. Then, 0.01 mL of the ink was dropped on
a rotating disk electrode and dried at RT. For comparison,
commercial Pt/C or monometallic Ru, Rh, Pd, Ir, or Pt NPs
electrodes were prepared by the same method.

The HER activities of IrPdPtRhRu HEA NPs were investigated
in both acidic and alkaline electrolytes. The polarization curves
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Fig. 4 (a and d) Polarization curves, (b and e) geometric current

densities at an overpotential of 50 mV, and (c and f) TOF of IrPdPtRhRu
HEA NPs and other monometallic catalysts in (a—c) 0.05 M H,SO4
solution and (d-f) 1.0 M KOH solution.
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obtained at a scan rate of 5 mV s~ " under a rotation speed of
1600 rpm in 0.05 M H,SO, and 1.0 M KOH are shown in Fig. 4a
and c, respectively. The current densities are normalized by the
geometric electrode area (0.196 c¢m?, marked as jyeo). At an
overpotential of 50 mV, the ji., of IrPdPtRhRu HEA NPs is 3.4
(4.3), 2.5 (8.4), 4.8 (321.5), 1.5 (18.3), and 1.6 (15.2) times higher
than those of the monometallic Ru, Rh, Pd, Ir, and Pt catalysts
in acidic (alkaline) solution, respectively (Fig. 4b and e). On an
overpotential basis, IrPdPtRhRu HEA NPs require much lower
overpotentials (33.0/17.0 mV) to achieve a 10 mA cmyg, > than
the monometallic Ru (77.1/60.4 mV), Rh (58.6/94.6 mV), Pd
(78.4/245.0 mV), Ir (47.8/166.0 mV), and Pt (48.9/77.4 mV)
catalysts in acidic/alkaline electrolytes (Fig. S71).

TOF is another important figure of merit used to reveal the
intrinsic electrocatalytic activity. The TOF values for each active
site of these catalysts were based on the evaluation of the
numbers of active sites using a Cu underpotential deposition
method that could be adapted for all platinum group metals
(Fig. S8 and S9t).>** We note that the catalytic activities of
homemade Pt NPs and commercial Pt/C are similar (Fig. S107).
As shown in Fig. 4c and f, the IrPdPtRhRu HEA NPs show much
higher TOF values over the whole potential ranges than the
monometallic catalysts. The TOF values at an overpotential of
25 and 50 mV of IrPdPtRhRu HEA NPs were 1.4 and 3.2 H, per s
in 0.05 M H,SO,, respectively, which were 7.8 and 3.1 times
higher than those of the commercial Pt/C catalyst (Fig. S9at)
and 2.9-11.2 times higher than those of other monometallic
NPs (Fig. 4¢). In 1.0 M KOH, the TOF values of IrPdPtRhRu HEA
NPs were even larger (3.0 H, per s at 25 mV; 6.4 H, per s at
50 mV) than those of Pt/C (0.3 H, per s at 25 mV; 0.8 H, per s at
50 mV) (Fig. S10bt) and the other monometallic catalysts
(Fig. 4f). Moreover, we note that these TOF values are also larger
than those of reported highly active catalysts tested under
similar conditions, such as Ru@C,N (1.66 H, per s at 50 mV),*
MoS,/NF (1.66 H, per s at 50 mV),>” and Au-Ru NWs (0.31 H,
per s at 50 mv).*

Because the degradation of commercial Pt/C is more serious
in an alkaline solution than an acidic electrolyte,* we focused
on the stability in 1.0 M KOH here. The catalysts were subjected
to a continuous cyclic voltammetry measurement (3000 cycles,
100 mV s~ ) into the HER potential region. Fig. 5 shows the
comparison of the initial polarization curve with that after 3000
cycles. IrPdPtRhRu HEA NPs showed no apparent loss in the
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Fig.5 Comparison of the polarization curves between the initial cycle
(red) and after 3000 cycles (black). (a) IrPdPtRhRu HEA NPs and (b)
commercial Pt/C catalyst. The dashed arrow demonstrates the loss of
overpotential at a jgeo of 10 MV cm 2,
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current density (Fig. 5a). In contrast, there was a serious loss in
the activity of commercial Pt/C, that is, a loss of 35.5 mV in the
overpotential at 10 mA cmye, > (Fig. 5b). This result shows the
superior stability of IrPdPtRhRu HEA NPs compared with the
commercial Pt/C catalyst. We suppose that the long cycling life
of IrPdPtRhRu HEA NPs might be derived from the high
corrosion resistance of HEA alloys.*

It is widely accepted that the intrinsic HER activities of
catalysts (such as TOF or exchange current) are mainly
determined by the adsorption energy of the intermediate H
species.**® For the transition single metals, the intrinsic
HER activity increases the bonding between the metal and
the surface H species becomes weaker.> To understand the
very high HER performance of IrPdPtRhRu HEA NPs, the
TOF values at 50 mV were plotted as a function of experi-
mental d-band centre (set Fermi level at zero binding energy)
because the metal-H binding of monometallic and most
binary catalysts can be inferred from the d-band centre."*
When the d-band centre moves to lower energy, the metal-H
bonding becomes weaker and thus HER activity increases. As
shown in Fig. 6, the TOF of the monometallic NPs is roughly
correlated with their d-band centre (light blue region), that
is, a deeper d-band centre corresponds to higher activity,
which is consistent with previous reports.>**° Here, we note
that the Ir NPs showed a slight deviation that might origi-
nate from the high percentage of IrO, on the surfaces. The
IrPdPtRhRu HEA NP catalyst has deeper d-band centre
locations (between Ir and Pt); thus, it was assumed to
intrinsically have similar activity to the Pt or Ir catalyst. The
TOF values of IrPdPtRhRu HEA NPs in both acidic and
alkaline solutions are very high and do not follow d-band
centre theory as expected. This suggests that the adsorp-
tion energies of H on the active sites of the HEA NP surface
during HER cannot be simply estimated from d-band centre
theory. These results might originate from the very complex
atomic arrangements of the surface and the diverseness of
the local density of states of the surface sites, as represented
in the HAXPES VB spectrum. Therefore, to understand the
reaction mechanism, it would be useful to use a combina-
tion of density functional theory calculations and machine
learning. For example, Rossmeisl group reported a way to
understand the ORR activity of PtPdRhIrRu HEAs on the
quantum mechanical level.>
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Fig. 6 TOF value at —0.05 Vgye as a function of the experimental d-
band centre of the tested catalysts in (a) 0.05 M H,SO4 and (b) 1.0 M
KOH solutions. The d-band centre is relative to the Fermi level. The
light blue regions show the trend of the activity following d-band
centre theory.
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Conclusions

In summary, we prepared IrPdPtRhRu HEA NPs by a facile one-
pot polyol synthesis for the first time. We experimentally
observed the VB spectrum of IrPdPtRhRu HEA NPs by HAXPES.
The results revealed that HEA NPs have a broad and featureless
VB spectrum, thus indicating that HEA NPs contain a variety of
different atomic arrangements with unique local density of
states. Furthermore, the obtained HEA NPs showed much more
enhanced HER activities than the monometallic NPs and
commercial Pt/C catalysts in both acidic and alkaline solutions,
in addition to high stability. This enhanced activity did not
follow the trend of the d-band theory in monometallic catalysts.

Understanding theoretically the relationship between the
electronic structure and catalytic properties of HEA NPs
remains a challenging issue. However, given the uncountable
combinations of HEAs, HEA NPs can be a major future research
target in the field of catalysis.

Authors contribution

D. W,, K. K., and H. K. conceived the idea and designed the
research. D. W. and K. K. performed the synthesis and general
characterization. D. W. performed the electrochemical tests. T.
Y., T. T., and S. M. conducted the HAADF-STEM measurements.
G.1, 0. S, ]. K, S. H. and O. S. performed the HAXPES exper-
iments. S. K. and Y. K. contributed to the synchrotron XRD
measurements. D. W., K. K., and H. K. discussed the results and
wrote the manuscript. All of the authors discussed and com-
mented on the manuscript.

Conflicts of interest

There are no conflicts to declare.

Acknowledgements

We acknowledge the support from JST ACCEL program Grant
Number JPMJAC1501. STEM observations were performed as
a part of a program conducted by the Advanced Characteriza-
tion Nanotechnology Platform sponsored by the Ministry of
Education, Culture, Sports, Science and Technology (MEXT) of
the Japanese government. Synchrotron XRD measurements
were performed at SPring-8 under proposal No. 2019A1125. The
HAXPES measurements were performed at SPring-8 under
proposal No. 2018B4908 and 2019B4908. The authors thank the
assistance of Ms Saeka Fujiwara and Ms Minako Shimizu.

Notes and references

1 B. Murty, J. Yeh and S. Ranganthan, High-Entropy Alloys,
Elsevier, Netherlands, 2014.

2 E. George, D. Raabe and R. Ritchie, Nat. Rev. Mater., 2019, 4,
515-534.

3 ]J. Yeh, S. Chen, J. Gan, T. Chin, T. Shun, C. Tsau and
S. Chang, Metall. Mater. Trans. A, 2004, 35, 2533-2536.

This journal is © The Royal Society of Chemistry 2020

View Article Online

Chemical Science

4 P. MalinovsKkis, S. Fritze, L. Riekehr, L. Fieandt, J. Cedervall,
D. Rehnlund, L. Nyholm, E. Lewin and U. Jansson, Mater.
Des., 2018, 149, 51-62.

5 S. Nene, K. Liu, M. Frank, R. Mishra, R. Brennan, K. Cho,
Z. Li and D. Raabe, Sci. Rep., 2017, 7, 16167.

6 B. Hammer and J. Negrskov, Adv. Catal., 2000, 45, 71-129.

7 H.Xin, A. Vojvodic, J. Voss, J. Nerskov and F. Abild-Pedersen,
Phys. Rev. B: Condens. Matter Mater. Phys., 2014, 89, 115114.

8 ]J. Greeley, J. Norskov, L. Kibler, A. EI-Aziz and D. Kolb,
ChemPhysChem, 2006, 7, 1032-1035.

9 J. Pérez-Ramirez and N. Lopez, Nat. Catal., 2019, 2, 971-976.

10 Y. Yao, Z. Huang, P. Xie, S. Lacey, R. Jacob, H. Xie, F. Chen,
A. Nie, T. Pu, M. Rehwoldt, D. Yu, M. Zachariah, C. Wang,
R. Shahbazian-Yassar, J. Li and L. Hu, Science, 2018, 359,
1489-1494.

11 D. Wu, K. Kusada, T. Yamamoto, T. Toriyama,
S. Matsumura, S. Kawaguchi, Y. Kubota and K. Kitagawa, J.
Am. Chem. Soc., DOIL: 10.1021/jacs.0c04807.

12 T. Loffler, H. Mayer, A. Savan, P. Wilde, A. Manjon, Y. Chen,
E. Ventosa, C. Scheu, A. Ludwig and S. Chuhmann, Adv.
Energy Mater., 2108, 8, 1802269.

13 T. Loftler, A. Savan, H. Meyer, M. Meischein, V. Strotkotter,
A. Ludwig and S. Chuhmann, Angew. Chem., Int. Ed., 2020,
59, 5844-5850.

14 P. Singh, A. Sharma, A. Smirnov, M. Diallo, P. Ray,
G. Balasubramanian and D. Johnson, npj Comput. Mater.,
2018, 4, 16.

15 B. Cantor, I. Change, P. Knight and A. Vincent, Mater. Sci.
Eng., A, 2004, 375-377, 213-218.

16 P. Chen, X. Liu, J. Hedrick, Z. Xie, S. Wang, Q. Lin,
M. Hersam, V. Dravid and C. Mirkin, Science, 2016, 352,
1565-1569.

17 M. Wu, M. Cui, L. Wu, S. Hwang, C. Yang, Q. Xia, G. Zhong,
H. Qiao, W. Gan, X. Wang, D. Kline, M. Zachariah, D. Su,
T. Li and L. Hu, Adv. Energy Mater., 2020, 2001119.

18 Y. Yao, Z. Liu, P. Xie, Z. Huang, T. Li, D. Motris, Z. Finfrock,
J. Zhou, M. Jiao, ]J. Gao, Y. Mao, ]J. Miao, P. Zhang,
R. Shahbazian-Yassar, C. Wang, G. Wang and L. Hu, Sci.
Adv., 2020, 6, eaaz0510.

19 Y. Yao, Z. Huang, T. Li, H. Wang, Y. Liu, H. Stein, Y. Mao,
J. Gao, M. Jiao, Q. Dong, J. Dai, P. Xie, H. Xie, S. Lacey,
I. Takeuchi, J. Gregoire, R. Jiang, C. Wang, A. Taylor,
R. Shahbazian-Yassar and L. Hu, Proc. Natl. Acad. Sci. U. S.
A., 2020, 117, 6316-6322.

20 T. Loffler, A. Savan, A. Manjon, M. Meischein, C. Scheu,
A. Ludwig and S. Chuhmann, ACS Energy Lett., 2019, 4,
1206-1241.

21 P. Xin, Y. Yao, Z. Huang, Z. Liu, J. Zhang, T. Li, G. Wang,
R. Shahbazian-Yassar, L. Hu and C. Wang, Nat. Commun.,
2019, 10, 4011.

22 J. Qiu, G. Feng, Y. Wen, P. Liu and S. Sun, J. Mater. Chem. A,
2019, 7, 6499-6506.

23 X. Zhao, Z. Xue, W. Chen, Y. Wang and T. Muy,
ChemSusChem, 2020, 13, 2038-2042.

24 G. Zhang, K. Ming, ]J. Kang, Q. Huang, Z. Zhang, X. Zheng
and X. Bi, Electrochim. Acta, 2018, 279, 19-23.

Chem. Sci., 2020, M, 12731-12736 | 12735


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d0sc02351e

Open Access Article. Published on 11 2020. Downloaded on 01.03.2026 20:10:42.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Chemical Science

25 B. Thomas, J. Pedersen, S. Winther, I. Castelli, K. Jacobsen
and J. Rossmeisl, Joule, 2019, 3, 834-845.

26 J. Pedersen, T. Batchelor, A. Bagger and J. Rossmeisl, ACS
Catal., 2020, 10, 2169-2176.

27 F. Waag, Y. Li, A. Ziefuf}, E. Bertin, M. Kamp, V. Duppel,
G. Marzun, L. Kienle, S. Barcikowski and B. Gokce, RSC
Adv., 2019, 9, 18547-18558.

28 M. Rekha, N. Mallik and C. Srivastava, Sci. Rep., 2018, 8,
8737.

29 A. Zeradjanin, J. Grote, G. Polymeros and K. Mayrhofer,
Electrocatalysis, 2016, 28, 2256-2269.

30 S. Kawaguchi, M. Takemoto, K. Osaka, E. Nishibori,
C. Moriyoshi, Y. Kubota, Y. Kuroiwa and K. Sugimoto, Rev.
Sci. Instrum., 2017, 88, 085111.

31 J. Modulder, W. Stickle, P. Sobol and K. Bomben, Handbook
of X-ray Photoelectron Spectroscopy, Perkin-Elmer Corp., USA,
1992.

32 B. Mun, C. Lee, V. Stamenkovic, N. Markovic and P. Ross, J.
Chem. Phys., 2005, 122, 184712.

12736 | Chem. Sci,, 2020, 1, 12731-12736

View Article Online

Edge Article

33 M. Lukaszewski, M. Soszko and A. Czerwinski, Int. J.
Electrochem. Sci., 2016, 11, 4442-4469.

34 M. Quiroz, Y. Meas, E. Lamy-Pitara and ]. Barbier, J.
Electroanal. Chem. Interfacial Electrochem., 1983, 157, 165-
174.

35 C. Green and A. Kucernak, J. Phys. Chem. B, 2002, 106, 1036-
1047.

36 J. Mahmood, F. Li, S. Jung, M. Okyay, I. Ahmad, S. Kim,
N. Park, H. Jeong and ]. Baek, Nat. Nanotechnol., 2017, 12,
441-446.

37 M. Anjum, H. Jeong, M. Lee, H. Shin and ]. Lee, Adv. Mater.,
2018, 30, 1707105-1707114.

38 Q. Lu, A. Wang, Y. Gong, W. Hao, H. Cheng, J. Chen, B. Li,
N. Yang, W. Niu, J. Wang, Y. Yu, X. Zhang, Y. Chen, Z. Fan,
X. Wu, J. Chen, J. Luo, S. Li, L. Gu and H. Zhang, Nat.
Chem., 2018, 10, 456-461.

39 A. Zadick, L. Dubau, N. Sergent, G. Berthomé and
M. Chatenet, ACS Catal., 2015, 5, 4819-4824.

40 Y. Jiao, Y. Zheng, M. Jaroniec and S. Qiao, Chem. Soc. Rev.,
2015, 44, 2060-2086.

This journal is © The Royal Society of Chemistry 2020


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d0sc02351e

	On the electronic structure and hydrogen evolution reaction activity of platinum group metal-based high-entropy-alloy nanoparticlesElectronic supplementary information (ESI) available. See DOI: 10.1039/d0sc02351e
	On the electronic structure and hydrogen evolution reaction activity of platinum group metal-based high-entropy-alloy nanoparticlesElectronic supplementary information (ESI) available. See DOI: 10.1039/d0sc02351e
	On the electronic structure and hydrogen evolution reaction activity of platinum group metal-based high-entropy-alloy nanoparticlesElectronic supplementary information (ESI) available. See DOI: 10.1039/d0sc02351e
	On the electronic structure and hydrogen evolution reaction activity of platinum group metal-based high-entropy-alloy nanoparticlesElectronic supplementary information (ESI) available. See DOI: 10.1039/d0sc02351e
	On the electronic structure and hydrogen evolution reaction activity of platinum group metal-based high-entropy-alloy nanoparticlesElectronic supplementary information (ESI) available. See DOI: 10.1039/d0sc02351e

	On the electronic structure and hydrogen evolution reaction activity of platinum group metal-based high-entropy-alloy nanoparticlesElectronic supplementary information (ESI) available. See DOI: 10.1039/d0sc02351e
	On the electronic structure and hydrogen evolution reaction activity of platinum group metal-based high-entropy-alloy nanoparticlesElectronic supplementary information (ESI) available. See DOI: 10.1039/d0sc02351e
	On the electronic structure and hydrogen evolution reaction activity of platinum group metal-based high-entropy-alloy nanoparticlesElectronic supplementary information (ESI) available. See DOI: 10.1039/d0sc02351e
	On the electronic structure and hydrogen evolution reaction activity of platinum group metal-based high-entropy-alloy nanoparticlesElectronic supplementary information (ESI) available. See DOI: 10.1039/d0sc02351e


