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Terpenes are ideal candidates for sustainable polymer feedstocks, due to their natural abundance and

availability from existing waste streams. Previously, we have shown that a range of terpene(meth)acrylate

monomers can be synthesised from the most commonly available terpenes (α-pinene, β-pinenene and

limonene) and that these readily undergo radical polymerisation. We now report the synthesis of well-

defined polymers and precise di- and multiblock copolymer architectures by use of RAFT control. A very

wide range of Tg values are observed for the terpene (meth)acrylate homopolymers, from −3 °C for poly

(limonene acrylate), up to +168 °C for poly(α-pinene methacrylate), and we exploit these to create renew-

ably-sourced hard–soft block copolymers. We also report the synthesis of difunctional poly(α- and

β-pinene methacrylate) macro-RAFT agents and the preparation of ABA triblock copolymers. Promising

adhesive properties are observed for a triblock copolymer comprised of poly(α-pinene methacrylate) and

poly(butyl acrylate) blocks. A range of fully terpene-based triblock copolymers containing poly(limonene

acrylate) soft blocks are also reported.

Introduction

Growing awareness of the negative environmental impacts of
fossil fuel usage has led to increased demand for naturally-
sourced and renewable alternatives.1 Derived primarily from
biomass, terpenes have been identified as a potential feed-
stock for sustainable polymer synthesis. These renewably-
sourced hydrocarbons are an ideal monomer source, as many
are available from existing waste streams.2

Direct polymerisation of terpenes has been attempted using
cationic polymerisation, with the most successful being the
cationic polymerisation of β-pinene.2 The monoterpene that
most readily undergoes direct radical polymerisation is

myrcene, which was successfully polymerised via reversible
addition–fragmentation chain transfer (RAFT) polymerisation
up to 9000 g mol−1, though these reactions only reached low
conversions after 3 days.3 Conversion was improved by increas-
ing the temperature, but at the cost of increased branching
and a broadening of the dispersity.4 RAFT copolymerisations
of unmodified β-pinene with n-BuA,5 methyl acrylate6 and acry-
lonitrile7 have also been reported, as have those of both limo-
nene and β-pinene with various maleimides.8 Isoprene
monomer has also been polymerised via free-radical methods
to produce oligomers in greater than 40% yield, in this study
both RAFT and catalytic chain transfer polymerisation (CCTP)
methods were successfully applied.9,10

In many cases, functionalisation of monoterpenes has been
found to increase their potential as monomers. Approaches
have included the synthesis of ring structures, which can
undergo ring-opening polymerisation (ROP),11–14 or the
addition of thiol groups to allow for polycondensation.15–17

Several terpene-based (meth)acrylate monomers have been
reported, and were shown to undergo facile radical polymeris-
ation.18 Sainz et al. described the addition of (meth)acrylate
moieties to a terpene double bond via a two-step reaction, con-
sisting of a hydroboration/oxidation step to produce an
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alcohol intermediate, followed by an esterification (Scheme 1).
An alternative route to the synthesis of terpene-derived acry-
lates was also developed, involving acrylic acid rather than
the toxic acryloyl chloride, improving the overall sustain-
ability of the monomer synthesis. More recently, a variety of
options for improving the sustainability of the esterification
step, for a range of existing terpenoids, have been high-
lighted by Droesbeke et al.19 A further study by Castagnet
et al. has also reported the sustainable, enzyme-catalysed
syntheses of terpene (meth)acrylates, utilising microwave
irradiation.20

Sainz et al. also demonstrated that the polymerisation of
these terpene (meth)acrylate monomers could be influenced
by varying the quantity of a chain transfer agent (CTA), dodeca-
nethiol.18 High conversions and molecular weights ranging
from 5000–32 000 g mol−1 were observed, depending on the
CTA quantity. Each homopolymer exhibited a characteristic
glass transition temperature (Tg) ranging from 0–145 °C at the
molecular weights obtained.

The addition of (meth)acrylate functionality also facilitates
the use of reversible deactivation radical polymerisation
(RDRP) techniques, such as RAFT, without the need for
additional comonomers. The major advantage of using such
RDRP techniques is the possibility of forming more compli-
cated polymer architectures, such as (multi)block and star
copolymers.21,22

There have been a limited number of examples of the
polymerisation of terpene (meth)acrylate homopolymers via
RDRP. One approach is single-electron transfer living radical
polymerisation (SET-LRP), used to polymerise both α-pinene
acrylate23 and menthyl acrylate.24 More recently, RAFT poly-
merisation of terpene (meth)acrylates has also been investi-
gated: Noppalit et al. reported the RAFT polymerisation of
tetrahydrogeraniol acrylate25 and also the nitroxide mediated
polymerisation (NMP) of tetrahydrogeraniol methacrylate.26

Additionally, Montanari et al. have produced a carvone-
derived, tetraol, acrylate monomer, which can be polymer-
ised via RAFT to produce a hydrophilic polymer.27 This was
then used in the synthesis of an amphiphilic block copoly-
mer, incorporating a poly(β-pinene acrylate) hydrophobic
block.

In this paper, we have developed the polymerisation of the
previously reported, terpene-based monomers to produce
more specialised, bio-based materials, with a focus on di- and

triblock copolymers. Hard–soft block copolymers were tar-
geted, in order to exploit the wide range of Tgs exhibited by the
poly[terpene (meth)acrylates]. Combining high Tg (hard)
blocks with low Tg (soft) blocks should lead to a nanoscale, 3D
network of hard and soft domains when phase separated.
Such materials are desirable for self-healing,28 and shape-
memory polymer applications,29 and are often used as addi-
tives to improve properties such as viscosity,30 and impact
strength.31 ABA triblock copolymers, where A is a hard block
and B is a soft block, have found uses as thermoplastic elasto-
mers (TPEs)32 and pressure sensitive adhesives (PSAs),33

depending on their material properties.

Results and discussion
RAFT polymerisation of terpene (meth)acrylates

Initially, RAFT homopolymerisations of each of the six (meth)
acrylate ((M)A) monomers were conducted using 2-cyano-2-
propyl dodecyl trithiocarbonate (CPDT) as the RAFT agent
(Scheme 2), which is known to be compatible with both acry-
lates and methacrylates.34 Homopolymers with molecular
weights of 5000 and 30 000 g mol−1 were targeted, to deter-
mine whether RAFT can be used to control the polymerisation
at both low and high molecular weights.

RAFT polymerisation of the terpene methacrylate mono-
mers resulted in polymers with low molecular weight distri-
butions and Mn values close to those targeted (Table 1). The
RAFT polymerisation of both αPMA and βPMA at 65 °C demon-
strated good RAFT control, with Đ < 1.3 in all cases. A disper-
sity of less than 1.3 is indicative of a polymerisation proceed-
ing via a controlled mechanism.35 For PLiMA, the refractive
index GPC data showed a narrow peak, indicating good RAFT
control. However, data from the light scattering detector
showed the presence of a very small high molecular weight
peak, (Fig. S1†) which could be due to PLiMA formed via
uncontrolled free radical polymerisation, or a high molecular
weight branched polymer indicating that the polymerisation
was not fully controlled. A potential source of this branching is
the cyclic double bond on the pendant group (Scheme 1).

The RAFT polymerisation of αPA (at Mn = 5000 and 30 000 g
mol−1) with CPDT exhibited excellent control, with low disper-
sities (<1.1) and the targeted Mns being achieved. βPA poly-
merisation exhibited acceptable RAFT control when targeting
30 000 g mol−1, with Mn and Đ values slightly higher than
desirable. But when targeting 5000 g mol−1, the PβPA product
was found to have significantly increased Mn and Đ values.

Scheme 2 αPMA polymerisation in the presence of CPDT as a RAFT
agent.

Scheme 1 General monomer synthesis reaction scheme and chemical
structures of six terpene-based monomers produced by Sainz et al.18
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Finally, the RAFT homopolymerisation of LiA gave less
promising results, with a dispersities above 2.5 at both high
and low molecular weights, indicating that some branching or
minor crosslinking may have occurred. As CPDT is known to
be a more appropriate RAFT agent for methacrylates than acry-
lates,34 a LiA polymerisation reaction was also carried out
using the RAFT agent 2-(dodecylthiocarbonothioylthio)-2-
methylpropionic acid (DDMAT), which has a less stable leaving
group relative to CPDT and is therefore more suited to acrylate
polymerisation. Surprisingly, we observed even poorer chain
length control (Mn = 60 600 g mol−1), a higher dispersity (Đ =
3.20) and a maximum conversion of 74% was reached, even
when the reaction was allowed to continue for 74 hours. The
lack of control over the LiA polymerisation may also be due to
branching, as described earlier.

Terpene-derived hard–soft diblock copolymers

The major benefit of using RDRP techniques such as RAFT, is
that they can provide a route to a wide variety of polymer archi-
tectures and functionalities. An investigation was therefore
carried out to determine if the terpene monomers could be
chain extended from a previously synthesised macro-RAFT
agent, using the well-understood poly(methyl methacrylate)
PMMA as the first block. PMMA macro-RAFT agents (ca.
15 000 g mol−1, Đ < 1.2) were reinitiated in the presence of
each of the six terpene-based monomers, (Scheme 3) with
target Mn values of 15 000 g mol−1 for the second block. All
three methacrylate monomers were shown to have grown in a

controlled manner, to produce diblock copolymers with mole-
cular weights close to the targeted values and Đ < 1.3 (Table S1
and Fig. S2†). Additionally, it was found that αPA also pro-
duced a reasonably well-controlled diblock copolymer with Đ =
1.31. βPA exhibited an increased Đ = 1.48, caused by the low
molecular weight shoulder peak which indicated the presence
of some dead chains.

In the case of LiA, the use of a PMMA-macro RAFT agent
led to a remarkable improvement in the RAFT control of the
polymerisation (Fig. S2†). Chain extension of PMMA with LiA
was well-controlled, resulting in a diblock copolymer with Đ =
1.28, though the conversion remained low at only 65%. The
successful diblock copolymer syntheses confirmed that each
of the terpene (meth)acrylate monomers has the potential to
be used in the synthesis of block copolymers.

However, commercial MMA production is currently not con-
sidered to be sustainable,36 therefore the synthesis of fully
renewable diblock copolymers is preferred. RAFT polymeris-
ation has therefore been used to synthesise renewable,
terpene-derived block copolymer architectures, with a focus on
combining hard and soft blocks. The very wide range of Tgs
observed for these poly[terpene (meth)acrylates] allows for the
synthesis of fully terpene-derived, hard–soft diblock copoly-
mers. The Tgs for each of the homopolymers measured by
DMA are highlighted (Table 2).

Some of these Tg values are slightly higher than those
reported by Sainz et al.18 This is because some of the polymers
had higher molecular weights and additionally, the materials

Table 1 Summary of results for the RAFT homopolymerisations of the terpene (meth)acrylate monomers

Entry Monomer
Target Mn
(g mol−1)

Conv.a

(%)
Mn(th)

b

(g mol−1)
Mn

c

(g mol−1)
Mw

c

(g mol−1) Đc

1 αPMA 5000 97 4850 6100 8000 1.28
2 αPMA 30 000 81 24 300 18 800 21 900 1.17

3 βPMA 5000 99 4950 6500 8000 1.22
4 βPMA 30 000 93 27 900 28 600 30 700 1.05

5 LiMA 5000 99 5000 5700 7200 1.14
6 LiMA 30 000 97 29 100 20 700 26 700 1.29

7 αPA 5000 85 4250 4300 4700 1.10
8 αPA 30 000 99 29 700 28 200 30 400 1.08

9 βPA 5000 91 4600 12 400 20 100 1.62
10 βPA 30 000 82 24 600 30 100 40 800 1.35

11 LiA 5000 90 4500 13 800 38 200 2.77
12 LiA 30 000 78 23 400 39 500 100 000 2.53
13 LiA (DDMAT) 30 000 74 22 200 58 200 64 700 3.20

a Calculated by comparing integrals of monomer and polymer peaks in 1H NMR. b Calculated from conversion and target Mn.
cMeasured by GPC.

Each reaction was carried out over 24 h and used CPDT as the RAFT agent (except entry 13 which used DDMAT).

Scheme 3 General synthesis of a polymethacrylate-b-polyacrylate diblock copolymer using the RAFT agent CPDT.
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were analysed using dynamic mechanical analysis (DMA),
which is known to slightly increase Tg compared to DSC.37

PαPMA and PβPMA are clear choices for a high Tg hard block
with values of 168 and 121 °C respectively, while PLiA has the
lowest Tg at −3 °C, so could be utilised as a soft block. PβPA
exhibited a Tg of 41 °C at 27 000 g mol−1, but it was reported in
further work by Sainz,38 that for a lower Mn of 4200 g mol−1,
the Tg was decreased to −8 °C,38 opening up the use of short
lengths of PβPA as a soft block. The Tg of PLiMA was not pre-
viously reported but was found to be 51 °C at Mn = 29 000 g
mol−1, measured by DMA. PαPA and PLiMA were not con-
sidered for use in hard–soft block copolymers, as their Tgs are
in the intermediate range, making them unsuitable as either
hard or soft blocks. Thus, from our range of terpene-derived
monomers, we have the potential for methacrylate hard blocks
and acrylate soft blocks. The synthesis of methacrylate–acrylate
block copolymers via RAFT polymerisation requires the syn-
thesis of the methacrylate block first, followed by chain exten-
sion with the acrylate, and this is driven by the differing reac-
tivities of the two monomers.39

To create these block copolymers, macro-RAFT agents of
PαPMA and PβPMA were required. The previous PαPMA and
PβPMA homopolymers were obtained after 24 h of polymeris-
ation at 65 °C, when the reaction had reached full conversion.
However, in order to retain chain-end fidelity and thus ensure
that the polymer can be reinitiated and chain extended. It is
preferable to stop the polymerisation at well below full conver-
sion, before any significant chain termination has occurred.40

Some methods of RAFT polymerisation have been optimised
to chain extend effectively up to 100% conversion,41,42 but for
solution polymerisation of these previously untested mono-
mers, it was found that taking 60% conversion as an upper
limit was the most reliable method of ensuring chain end
fidelity.

The βPMA polymerisation targeting an Mn of 30 000
g mol−1 at 65 °C consistently reached 60% conversion, equat-
ing to 18 000 g mol−1 in 4–6 hours, with low dispersities. For
the equivalent αPMA polymerisation, reproducibility was an
issue; initially, the αPMA polymerisation would reach 60%
between 5–8 h, however some polymerisations would take
much longer, exhibiting an extended initiation period of
several hours, where no polymer was formed. It was found that
increasing the reaction temperature to 75 °C eliminated this
issue, and at this temperature, well-defined PαPMA homopoly-
mers were reliably produced in 2.5–3 hours.

Initially, PαPMA macro-RAFT agents were chain extended
with βPA and LiA, (Table 3). Chain extension of PαPMA with
βPA produced a polymer with a Đ < 1.3 and the desired
molecular weight; GPC data (Fig. 2a) show that the peak is
slightly broadened relative to the PαPMA peak, suggesting
some minor loss of control over the block copolymer
synthesis.

LiA chain extension of ca. 10 000 g mol−1 resulted in a well-
defined diblock copolymer (PαPMA-b-PLiA1, Fig. 1b and
Table 3). A longer LiA chain extension of 18 000 g mol−1

showed increased dispersity, indicating chain growth was pro-
gressing a less controlled manner (PαPMA-b-PLiA2, Table 3),
but Đ = 1.61 is still much lower than that obtained for LiA
homopolymerisation.

Subsequently, chain extension of the PβPMA macro-RAFT
agent was investigated. The Tg of βPMA at 121 °C is lower than
that of αPMA at 168 °C, and could offer lower processing temp-

Table 2 Tg data for each of the terpene (meth)acrylate homopolymers
at the highest molecular weights tested. Further data can be found in
Table S2†

Polymer Structure Tg (°C) Polymer Structure Tg (°C)

PαPMA 168 PβPMA 121

PαPA 84 PLiMA 51

PβPA 41 PLiA −3

Table 3 Summary of results obtained for hard–soft block copolymers

Code
Macro-RAFT
(B1)a

Mn (B1)b

(g mol−1)
Monomer
(B2)

Target Mn B2
(g mol−1)

Conv.c

(%)
Mn (th)d

(g mol−1)
Mn

b

(g mol−1)
Mw

b

(g mol−1) Đb

PαPMA-b-PβPA PαPMA1 19 000 βPA 19 000 77 32 000 29 500 38 100 1.29
PαPMA-b-PLiA1 PαPMA2 18 500 LiA 18 500 55 28 700 33 800 43 000 1.27
PαPMA-b-PLiA2 PαPMA2 18 500 LiA 29 200 63 36 900 36 700 59 000 1.61
PβPMA-b-PβPA PβPMA1 22 100 βPA 16 000 88 36 200 38 300 53 900 1.41
PβPMA-b-PLiA1 PβPMA2 24 100 LiA 24 100 54 37 000 34 400 43 200 1.25
PβPMA-b-PLiA2 PβPMA2 24 100 LiA 42 100 69 52 100 56 600 109 800 1.94

a PαPMA and PβPMA macro-RAFT agent syntheses are detailed in Table S3.† bMeasured by GPC. c Calculated by comparing integrals of monomer
and polymer peaks in 1H NMR. d Calculated from conversion and target Mn. Each chain extension reaction was stopped after 24 h. More details
on the macro-RAFT agent syntheses can be found in Table S3.†
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eratures which may be preferred for an application where a
very high Tg is not required. Note that this value is still higher
than the Tg of petroleum-derived polystyrene at 100 °C, a
hugely popular polymer used in TPE synthesis. Polystyrene-
based triblock copolymers such as polystyrene-block-polybuta-
diene-block-polystyrene (SBS), have dominated the TPE market
for over 50 years.43

LiA and βPA were also chain extended from a PβPMA
macro-RAFT agent. GPC results suggest that the chain exten-
sion of PβPMA with βPA was less well-controlled than for
PαPMA. The dispersity was increased slightly to Đ = 1.41,
though the targeted Mn was achieved. This can also be
observed as a high molecular weight shoulder peak in the GPC
trace (Fig. 1c). However, chain extension of PβPMA with LiA to
ca. 13 000 g mol−1 proceeded in a similarly well-controlled
fashion as for PαPMA, with Đ = 1.25 (PβPMA-b-PLiA1, Table 3).
Again, a longer chain extension with LiA (28 000 g mol−1) did
not occur in a well-controlled manner and only broad disper-
sity was achieved (PβPMA-b-PLiA2, Table 3).

DMA results were obtained for each of the diblock copoly-
mers; for those containing a PβPA soft block only one peak
was observed, indicating a lack of phase separation. This mis-
cibility is likely due to the similarity in the pendant groups of
the hard and soft blocks. However, some phase separation was
observed for PαPMA-b-PLiA2 and PβPMA-b-PLiA2 (Fig. 1e and

f). In the case of PβPMA-b-PLiA2, two peaks can clearly be seen
in the DMA trace, relating to the Tgs of the hard and soft
blocks. The DMA trace for PαPMA-b-PLiA shows a peak that
clearly corresponds to the PαPMA hard block. Unusually, a low
Tg peak is not seen, though there is a considerable amount of
noise in that region. According to the Fox equation:44

1
Tg

¼ w1

Tg;1
þ w2

Tg;2
ð1Þ

where ω1 and ω2 refer to the volume fractions of the hard
and soft blocks respectively, with Tg,1 and Tg,2 being the
corresponding glass transition temperatures for the individ-
ual components. If this polymer were fully miscible, a single
peak at 66 °C would be expected and this is clearly not the
case, indicating that some phase separation has occurred.
These observations suggest that such combinations of hard
and soft block may be applicable for thermoplastic elastomer
applications.

Overall, we have screened these monomers, which had not
previously been polymerised via RAFT, to show that well
defined polymers can be prepared for the majority of the
terpene-based monomers. However, the lack of control over
the PLiA homopolymerisation and higher molecular weight
chain extensions limit its usefulness. Further work to improve
the RAFT control of LiA is required if this is to be an easily
accessible soft block.

ABA triblock copolymers

ABA triblock copolymers are a particularly useful form of
hard–soft block copolymer, as they have the potential to
exhibit elastomeric properties45 and could act as thermoplastic
elastomers (TPEs). TPEs with an ABA triblock copolymer struc-
ture, incorporating hard methacrylate and soft acrylate blocks,
are only effective in the form polymethacrylate-block-polyacry-
late-block-polymethacrylate (i.e. hard–soft–hard), as the soft,
central block must bridge two hard domains. This means that
it is necessary to use a Z-connected, difunctional RAFT agent,
which will synthesise the outer, polymethacrylate blocks first;
a method known as a convergent chain growth.39

Unfortunately, there are not currently any commercially avail-
able RAFT agents of this type that exhibit good RAFT control
over methacrylate polymerisation. S,S-Dibenzyl trithiocarbo-
nate (DBTTC), the most commonly used difunctional RAFT
agent, is not suitable for use with methacrylates, due to insuffi-
cient radical stabilisation of the leaving groups.46

The difunctional RAFT-agent S,S’-bis(α,α′-dimethylacetic
acid)trithiocarbonate (BDAT) is a Z-connected RAFT agent that
is typically more suited to acrylate polymerisation than meth-
acrylate, but it has been shown to provide some control over
MMA polymerisation under certain conditions.47 The reported
PMMA was synthesised with higher than expected molecular
weights, due to an initial uncontrolled period, but after
around 10 minutes the polymerisation became controlled and
a linear proportionality for Mn as a function of conversion was
observed. We have investigated this approach using the
terpene methacrylate monomers, speculating that BDAT may

Fig. 1 (a–d) GPC traces showing controlled chain extension of PαPMA
with (a) βPA and (b) LiA, and of PβPMA with (c) βPA and (d) LiA. (e and f)
DMA traces for (d) PαPMA-b-PLiA2 and (e) PβPMA-b-PLiA2, overlaid with
the DMA traces of the relevant homopolymers (synthesised to full
conversion).
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provide sufficient control over the αPMA polymerisation to
permit the synthesis of triblock copolymers. Initial studies
focused on using PαPMA as the hard block (Scheme 4).

BDAT was used to synthesise difunctional macro-RAFT
agents of PαPMA. Initial attempts resulted in Đ = 1.5–1.8,
suggesting that these polymerisations were not fully RAFT-con-
trolled. The molecular weight was also higher than expected in
all cases, often reaching around double the predicted mole-
cular weight, and the relationship to conversion was not con-
sistent (Table S4†).

To assess the level of RAFT chain end fidelity in the PαPMA
produced in this way, a chain extension reaction was carried
out using PBuA, a very commonly used soft block for acrylic
TPEs48–50 with Tg of ca. −50 °C. PαPMA was reinitiated in the
presence of BuA and the polymerisation reached 95% conver-
sion by 1H NMR. Somewhat surprisingly, GPC results showed
that the chain extension occurred in a reasonably well-con-
trolled manner, to produce a PαPMA-b-PBuA-b-PαPMA triblock
copolymer, 74 kg mol−1, 23 wt% hard block (denoted as
αBα-74-23). The polymer exhibited a minor low molecular
weight shoulder peak, but no significant increase in dispersity
was observed (Fig. 2a) suggesting reasonably good RAFT chain
end fidelity of the PαPMA macro-RAFT agent.

Despite the apparent control issues during the macro-RAFT
agent synthesis, it seems very possible that polymethacrylate-
block-polyacrylate-block-polymethacrylate triblock copolymers
can be produced successfully via this convergent RAFT
method; the slight loss in molecular weight control in the first
step being outweighed by the utility of this new approach. The
good RAFT control and high conversion observed in the
second step means that it is still possible to target specific
molar ratios of blocks and should allow access to specific
phase separated morphologies.

As discussed earlier, βPMA may also prove viable as a hard
block, with a Tg of 121 °C. This lower value could allow signifi-
cantly lower processing temperatures and may therefore be
preferable for applications where extreme temperatures will
not be required. A number of βPMA homopolymerisations
were carried out using BDAT as the RAFT agent. As was seen
for the equivalent αPMA polymerisations, higher than

expected molecular weights were observed, as were dispersities
above 1.4 (Table S5†)

Two PβPMA macro-RAFT agents were chain extended with
PBuA to produce PβPMA-b-PBuA-b-PβPMA triblock copoly-
mers: βBβ-67-25 (Fig. 2b and Table 4) and βBβ-38-23 (Fig. S3
and Table S7†). The targeted PBuA molecular weights for
these block copolymers were 50 000 and 30 000 g mol−1

respectively, and both reactions reached high conversions.
The GPC traces for each polymer clearly show that chain
extension has occurred, but a low molecular weight shoulder
peak can be observed in both cases, indicating the presence
of some dead chains and causing a slight increase in the
dispersity.

The limonene acrylate polymer has the lowest Tg of all the
terpene acrylates, at −3 °C. PLiA was therefore most promising
as a soft block for the synthesis of a fully terpene-derived tri-
block copolymer. However, LiA homopolymerisation was not
well controlled via RAFT, but chain extension from a poly-
methacrylate macro-RAFT agent gave significantly improved
results. To take advantage of this, macro-RAFT agents of

Fig. 2 GPC traces for the chain extension of (a) PαPMA with BuA, (b)
PβPMA with BuA, (c) PαPMA with LiA and (d) PβPMA with LiA. Details for
the syntheses of each of the macro-RAFT agents can be found in
Table S6.†

Scheme 4 General synthesis of a PαPMA-b-PBuA-b-PαPMA triblock
copolymer in two steps, using the RAFT agent BDAT.

Table 4 Molecular weight and dispersity data for ABA triblock copoly-
mers containing PβPMA hard blocks and PLiA soft blocks

Polymer
Mn(block 1)/Đa

(kg mol−1)
Mn(triblock)/Đ

a

(kg mol−1)
wt% (block 1)
(NMR)b

αBα-74-23 17/1.58 74/1.31 23
βBβ-67-25 17/1.52 55/1.38 25c

αLα 16/1.56 46/2.01 45
βLβ 9/1.47 21/3.21d d

aMeasured by GPC. b Calculated from 1H NMR. c Taken from wt%
reagents added as >96% conv. dComplete overlap of 1H NMR polymer
peaks – GPC column calibration used as wt% could not be obtained.
More detailed results for these polymerisations can be found in Tables
S6 and S7.†
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PαPMA and PβPMA were chain extended with LiA, leading to
hard–soft–hard, renewably sourced triblock copolymers.
Although the LiA polymerisation step did not reach full conver-
sion, stopping at 60–70% for both chain extensions, it was
clear that the peak had shifted to lower retention times. In the
case of αLα, the peak is broadened (Đ = 2.01, Table 4) com-
pared to the macro-RAFT agent, but is still symmetrical. This
suggests reasonably good chain end fidelity, as no significant
low molecular weight tailing is observed (Fig. 2c), but a lack of
control and potentially some branching occurs during the
chain extension step. For βLβ, the peak has again shifted to
lower retention times, but with significant low molecular
weight tailing (Fig. 2d). This indicates a loss of both control
over the LiA chain extension and RAFT chain end fidelity in
the macro-RAFT agent which might introduce some homopoly-
mer in the material and this could be detrimental to its elastic
recovery. However, additional block A homopolymer (PβPMA)
may be less of a concern than additional block B homopoly-
mer (PLiA), since block B is the bridging chain between hard
domains.

The chain extension with BuA has proved the most success-
ful. While some LiA chain extension has occurred, the low con-
versions and high dispersities mean that PLiA needs further
optimisation to be investigated fully for use in a TPE. However,
we have shown that it is possible to synthesise polymethacry-
late-block-polyacrylate-block-polymethacrylate triblock copoly-
mers via a convergent RAFT polymerisation method, with
some sacrifice of the dispersity and molecular weight control
of the first methacrylate polymerisation. For the remainder of
this work, we focus on the behaviour and potential appli-
cations of the PαPMA-b-PBuA-b-PαPMA (αBα) materials.

Morphological characterisation of PαPMA-b-BuA-b-PαPMA
(αBα)

Four αBα triblock copolymers were synthesised, each with
varying wt% of hard block (Table 5). No significant dispersity
increase was observed for each BuA chain extension, though
again, some minor low molecular weight shoulder peaks can
be seen (Fig. S4†). For a series of polymers having the same
hard and soft blocks we would expect an increase in the ratio
of hard polymer to soft polymer to have a significant effect on
the tensile properties of the material.51

AFM studies have been performed on each αBα triblock
copolymer to explore the phase-separated morphologies
(Fig. 3). αBα-74-23 displayed a morphology consisting of small,
hard domains with the soft block as the matrix phase. Such a

morphology is indicative of being within the spherical or
cylindrical regions of the thermodynamic phase diagram. Such
morphologies are desirable for TPEs, as the small domains act
as physical crosslinks, while still allowing the soft PBuA matrix
to be reasonably mobile.45 A dominant length scale of 33 nm
was determined for αBα-74-23, by taking the Fast Fourier
Transform (FFT) of the AFM image (Fig. 3). Other samples,
αBα-64-28 and αBα-60-33, also showed well-defined, phase sep-
arated morphologies with dominant length scales of 41 and
38 nm, respectively. αBα-64-28 appears to have adopted a
lamellar type morphology, which may be attributed to either
lamellae perpendicularly orientated to the substrate surface or
cylinders orientated parallel to the substrate surface. αBα-60-
33 showed a similar morphology, but the increased hard
polymer content is apparent in the AFM image. Some areas
appear to show an inverse cylindrical-type morphology, where
soft domains are dispersed in a hard polymer matrix; the
opposite of the desired morphology. Finally, αBα-91-42 showed
the least well-defined morphology of the four αBα triblock
copolymers, and appears to be fully comprised of large soft
domains within a hard matrix.

AFM analysis of the phase separated morphologies of the
four αBα triblock copolymers are highly surface sensitive, due
to both the nature of AFM measurements and the intricacies

Fig. 3 AFM images for each of the synthesised αBα triblock copolymers
(height images), with FFTs shown as an insert. 1 × 1 μm area shown.
Lighter areas correspond to the PαPMA domains and darker regions
correspond to the PBuA domains.

Table 5 Molecular weight and dispersity data for ABA triblock copolymers PαPMA-b-PBuA-b-PαPMA of varying Mn and wt%

Polymer Mn(PαPMA)/Đa (kg mol−1) Mn(triblock)/Đ
a (kg mol−1) wt% (PαPMA) (1H NMR)b Dc Morphologyc

αBα-74-23 17/1.58 74/1.31 23 33 Sphere/cylinder
αBα-64-28 18/1.60 64/1.35 28 41 LAM
αBα-60-33 18/1.60 60/1.33 33 38 LAM/inv. cylinder
αBα-91-42 42/1.66 91/1.63 42 NA NA

aMeasured by GPC. bCalculated from 1H NMR data. cMeasured by AFM. Additional data for these polymerisations can be found in Table S7, ESI.†
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of thin-film processing in determining morphological evol-
ution towards thermodynamic equilibrium. Complementary
small-angle X-ray scattering (SAXS) experiments were per-
formed on bulk, solvent cast samples to provide further
insights into the nanoscale behaviour of the αBα triblock copo-
lymers (Fig. S5†). The SAXS patterns clearly indicate micro-
phase separation in each of the triblock copolymers, but there
is insufficient order to be conclusive about the morphology
assignment. Tentatively, the αBα-74-23 triblock copolymer
appears to show lamellar morphology (a second peak is
observed at 2q*, where q* is the primary scattered peak).
However, this assignment does not match with that expected
for a block copolymer containing 23 wt% of the minor com-
ponent, where a spherical or cylindrical morphology would be
expected (as shown in the AFM), and we cannot rule out the
presence of additional peaks (e.g. at √2 and √3 for bcc
spheres or √3 for hexagonally packed cylinders) between the
relatively broad peaks that are clearly observed. We can con-
clude that both AFM and SAXS demonstrate that the αBα-[74-
23, 64-28 and 91-42] triblock copolymers form phase separated
nanomorphologies. Clearly, contributions of both sample pro-
cessing and the specificity of the morphological technique
employed (e.g. surface vs. bulk) indicate that these polymers
exhibit complex phase behaviour and these will be the subject
of future detailed investigations.

Tensile and adhesive properties of an α-pinene-based pressure
sensitive adhesive (PSA)

The previous AFM measurements have demonstrated that
αBα-74-23 is capable of forming a desirable morphology for
use as a TPE: discrete hard domains dispersed within a soft
matrix, so this material was taken forward for mechanical
characterisations. Tensile measurements were carried out with
engineering stress (σ) and strain (ε) being reported for ease of
comparison with tensile data from other sources (Table 6). The
averaged tensile data (Fig. 4 – circles) shows up to ε = 300% for
8 specimens of αBα-74-23, with an average thickness of 0.623 ±
0.028 mm, where ± represents one standard error. Excellent
repeatability between specimens was found up to ∼100%
strain, above which some deviation occurs. An average ultimate
tensile strain (εUTS), defined as the strain at the ultimate
tensile stress (σUTS), exceeding 500% was measured for αBα-74-
23 (Table 6) at a σUTS of 722 kPa. This behaviour is typical of
polyacrylate materials which generally exhibit a higher chain
entanglement length than some other typically used soft
blocks (such as polybutadiene or polyisoprene), which in turn
reduces the density of entanglements in the soft matrix.52

The films of αBα-74-23 used in the tensile measurements
were observed to adhere well to many substrates, and the tack

was observed to be lasting. This is not surprising as this type
of soft, acrylic TPE material is well-suited for use as a PSA, and
can offer improvement over some of the more common types.
It is known that soft, acrylic polymers behave well as PSAs,56–58

however these typically require a cross-linked chemical struc-
ture to prevent creep, making them difficult to reprocess and
recycle. A number of materials of this type have been syn-
thesised from terpene (meth)acrylate monomers. Examples of
this include tetrahydrogeraniol acrylate-based polymers from
Baek et al., one combined with menthyl acrylate,59 and a separ-
ate combined with isobornyl methacrylate.60 A recent paper by
Droesbeke et al. has utilised tetrahydrogeraniol, citronellol,
menthol and isoborneol (meth)acrylate monomers, in the
emulsion polymerisation of waterborne PSAs.61

TPE triblock copolymers such as SBS offer a recyclable
alternative, however, for these materials to be useful as PSAs,
they require the addition of a tackifier to induce sufficient
wettability to a substrate and improve adhesive performance.62

Alternatively, the polyterpene acrylic TPE we have developed
can be effectively melted or dissolved and reprocessed, and the
low modulus and high wettability of the acrylic polymers elim-
inate the need for any additional tackifier. Furthermore, poly-
terpene resins are desirable for use in adhesives due to their
intrinsic tackiness and have found application as tack modi-
fiers in hot melt and pressure sensitive adhesives for this
reason.63

To assess the potential application as a PSA, the mechanical
properties of the novel material were compared to those of a

Table 6 Summary of tensile performance for αBα-74-23 and FIX-PRO®, where ± denotes one standard error

Material σUTS (kPa) εUTS (%) Es at 1% (kPa) Es at 10% (kPa) Es at 100% (kPa) Es at 300% (kPa) G′ at 1 Hz (kPa)

αBα-74-23 722.0 ± 15.0 504.1 ± 38.4 454.1 ± 43.2 282.9 ± 6.4 138.2 ± 3.0 182.9 ± 11.1 906.6
FIX-PRO® 1762.5 ± 165.1 463.2 ± 4.4 230.3 ± 46.2 230.4 ± 27.7 138.7 ± 6.5 139.1 ± 7.9 158.4

Fig. 4 Average tensile performance for αBα-74-23 and FIX-PRO® are
given as squares and circles respectively, showing similar tensile per-
formance up to 120% strain. Error bars denoting ±one standard error at
symbols are given for clarity, with lines through data representing the
full curve in each case.
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commercial PSA, FIX-PRO®. 7 specimens of FIX-PRO® with an
average thickness of 0.923 ± 0.038 mm were tested in the same
way for comparison, showing comparable performance to the
terpene material below 120% strain (Fig. 4 – squares). Tensile
data for the individual specimens can be found in Fig. S6 and
S7,† for αBα-74-23 and FIX-PRO® respectively. On average,
αBα-74-23 exhibited a lower σUTS than the commercial elasto-
mer by a factor of 2.44, but showed a slightly greater εUTS, by a
factor of 1.09. Owing to the non-linear nature of the tensile
data for these elastomeric materials, a secant modulus (Es) has
been determined at 1%, 10%, 100% and 300% strain for the
purpose of direct comparison between the stiffnesses of
αBα-74-23 and FIX-PRO®, as provided in Table 6. Es at 10%
and 100% strains were found to be very similar in magnitude.
At large strains, where ε = 300%, a difference in stiffness of
23.9% was observed, with the αBα-74-23 being stiffer than the
FIX-PRO®. Based on these results, it can be concluded that
under the degree of tensile deformations typically experienced
during removal from a backing film and application to a
surface, where strains are likely to be small; of the order of
<100%, the terpene-based elastomer behaves sufficiently simi-
larly to the benchmark commercial material to infer suitability
to this target application.

At large strains, αBα-74-23 exhibits a small degree of strain
hardening, whereas the stiffness of FIX-PRO® remains
approximately constant. The behaviour of both elastomers is
in line with similar amorphous polymer systems.53,54 In order
to better understand the large strain regime, a simple neo-
Hookean model with finite extensibility, here implemented as
a Gent model,55 was fitted to the data in parallel with a con-
stant flow stress.

σ ¼ σy
λ
þ GRðλ� λ�2Þ Jm

Jm � λ2 � 2
λ
þ 3

0
B@

1
CA ð2Þ

where σy is the flow (yield) stress, λ is the stretch, GR is the
strain-hardening modulus, and Jm = λmax

2 + 2/λmax − 3, where
λmax is the limiting extensibility in uniaxial tension. A high
quality of fit to the experimental data (R2 > 0.99) was achieved
by the model, confirming its applicability, and producing the
parameters provided in Table 7. The two materials exhibit
similar GR, indicating a comparable density of network con-
straints, while λmax values for αBα-74-23 were on average 30%
lower than for the commercial FIX-PRO®. In both cases flow
stresses were found to be small.

Probe tack adhesion testing was carried out for 3 speci-
mens of αBα-74-23 and 5 specimens of FIX-PRO®, the results
of which are presented in Table 6. Fig. 5 shows measure-
ments of force during probe separation as a function of the

displacement normalised by thickness at 0 N loading
for αBα-74-23 and FIX-PRO®. A peak adhesive force of
4.33 ± 0.21 N was observed for αBα-74-23, which is compar-
able to that observed for the commercial material, with an
average peak force of 4.49 ± 0.13 N. The actual displacement
at peak force was found to be lower for αBα-74-23 than
for FIX-PRO®, but when normalised by the specimen thick-
ness, both materials exhibit similar adhesion behaviour.
Representative force-displacement results for single speci-
mens of αBα-74-23 and FIX-PRO® are also provided to full
detachment in Fig. 6, showing complete failure of the
adhesive bond. The work of adhesion was determined via
numerical integration as W = 69.3 and 39.5 kJ m−3 respect-
ively for αBα-74-23 and FIX-PRO®. This indicates that almost
double the energy is required to cause failure of the adhesive
bond for the novel elastomer compared with the commercial
material.

Dynamic shear measurements performed at 25 °C on both
materials showed no presence of an intersection in the elastic
and viscous shear moduli within a frequency range of 0.01–10
Hz, indicating that structural relaxation does not occur at
typical adhesive application timescales when operating under
ambient conditions. The elastic shear modulus (G′) was found
to be greater for αBα-74-23 than for FIX-PRO® by a factor of
5.72 at an oscillation frequency of 1 Hz (Table 6), showing
some difference in the small-strain behaviour as indicated by
the tensile measurements.

Whilst further investigation into the influence of adhesive
dwell time, application force and substrate conditions are

Table 7 Modified Gent model fitting parameters obtained for αBα-74-23 and FIX-PRO® tensile result, where ± denotes one standard error

Material GR (kPa) σy (kPa) Jm λmax R2

αBα-74-23 68.3 ± 1.4 6.4 ± 1.0 16.9 ± 1.2 4.4 ± 0.1 0.9979 ± 0.0006
FIX-PRO® 66.8 ± 3.2 13.6 ± 1.8 35.7 ± 0.8 6.2 ± 0.1 0.9987 ± 0.0002

Fig. 5 Adhesive probe tack force as a function of displacement normal-
ised by specimen thickness, for 3 specimens of αBα-74-23 and for 5
specimens of FIX-PRO®. Crosses indicate failure properties for both
materials.
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required to verify specific application suitability, the findings
based on these preliminary assessments are promising. The
similarity of both tensile and adhesive properties between the
terpene-derived material and a commercial PSA highlight the
potential for these novel copolymers as renewable alternatives
to existing oil-based adhesives.

Conclusions

A range of homopolymers and block copolymers of terpene-
derived (meth)acrylates have been synthesised via RAFT poly-
merisation. The pinene methacrylates were shown to
polymerise well and act as macro-RAFT agents, while LiMA
and the terpene acrylates were polymerised with varying
degrees of RAFT control. Chain extension of these macro-RAFT
agents with PβPA and PLiA (extensions of 10–18 000 g mol−1)
were successful, with targeted molecular weights reached and
reasonably low dispersities observed. Some loss of control was
observed for longer PLiA chain extensions, and further work is
required to establish full RAFT control. The difunctional,
Z-connected RAFT agent, BDAT, was then employed to syn-
thesise ABA triblock copolymers with the potential to act as
TPEs and PSAs. This method was successfully used to syn-
thesise PαPMA-b-PBuA-b-PαPMA triblock copolymers with
reasonable dispersities in two steps. We have also begun
to extend this method to include the additional monomers
βPMA and LiA, creating partially and fully renewable, terpene
(meth)acrylate polymers, with varying levels of RAFT control
achieved.

The morphologies of a number of PαPMA-b-PBuA-b-PαPMA
triblock copolymers, at varying hard : soft polymer ratios, have
been investigated. The material with the most promising struc-
ture was taken forward for further measurements, and was
found to demonstrate good tensile properties and adhesive
behaviour, comparable to a commercial PSA.

Experimental
Materials

Monomers αPMA and αPA were obtained from Cornelius
Specialities and the inhibitor was removed from both via an
alumina column prior to use. β-Pinene and limonene-based
monomers were synthesised following a literature method.18

For monomers methyl methacrylate (MMA, 99% ProSciTech)
butyl acrylate (BuA, 99% BASF), the inhibitor was removed via
an alumina column prior to use. The RAFT agent, S,S′-bis(α,α′-
dimethyl-α″-acetic acid)-trithiocarbonate (BDAT), was synthe-
sised following a literature method.64 2,2-Azobis(2-methyl-
propionitrile) (AIBN, 98% Sigma Aldrich) was recrystallised
twice before use. All other reagents were purchased from
Sigma-Aldrich and used as purchased. Details can be found in
the ESI.†

Characterisation

Nuclear Magnetic Resonance (1H NMR) spectra were obtained
on a Bruker Avance III HD 400 MHz. Samples were dissolved
in deuterated chloroform (CDCl3).

Gel permeation chromatography

Gel permeation chromatography (GPC) was used to acquire
molecular weight and dispersity data for the polymers. An
Agilent 1260 infinity multidetector SEC system, with a multi
angle light scattering detector (MALS, Wyatt, Optilab Dawn
8+), was coupled to a Viscometer (Wyatt, ViscoStar-2) and a
differential refractometer (DRI, Agilent 1260) for sample detec-
tion. The columns used were 2 x Agilent PLGEL 5 µm Mixed D
(7.5 mm × 300 mm) and a PLGEL 5 µm guard column
(7.5 mm × 50 mm). The mobile phase was THF at 1 mL min−1

at 40 °C. A known refractive index increment (dn/dc) value of
0.067 mL g−1 was used for PBuA.65

dn/dc values were measured for the poly(terpene(meth)acry-
lates) and were as follows: PαPMA – 0.106 g mol−1, PβPMA –

0.107 mL g−1, PLiA – 0.085 mL g−1, PBuA – 0.084 mL g−1. For
block copolymers, the dn/dc was determined using the follow-
ing equation:26

dn
dcðP1�b�P2Þ

¼ mðP1Þ
dn
dcðP1Þ

þmðP2Þ
dn
dcðP2Þ

ð3Þ

A standard column calibration (12 × PMMA standards
across a range of Mn = 1000–400 000 g mol−1) was used to cal-
culate the molecular weights of PMMA and PMMA-based
homopolymers. The dn/dc value of LiMA was not found, so
PLiMA was also compared to PMMA standards. All polymers
below 10 000 g mol−1 were compared to PMMA standards, as
below this length the light scattering data are less accurate.
PαPMA homopolymers were measured by comparison with
PMMA standards, as the values obtained from light scattering
were inconsistent.

Dynamic Mechanical Analysis (DMA) was carried out on a
Triton Technology DMA (TTDMA) (now Mettler Toledo DMA1)
using the powder pocket accessory. Approximately 40 mg of

Fig. 6 Representative probe adhesion results for single specimens of
αBα-74-23 and FIX-PRO® to full detachment. W = 69.3 kJ m−3 for
αBα-74-23, and 39.5 kJ m−3 for FIX-PRO® were determined from the
areas under the curves.
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sampled was added to the powder pocket and measured at 1
and 10 Hz in single cantilever bending geometry between
−100 to 250 °C, or a narrower temperature window, depending
on the region of interest. Tg values were taken from the peak
in the tan δ curve at 1 Hz.

Atomic Force Microscopy (AFM) measurements were con-
ducted on a Dimension FastScan AFM (Bruker Corporation),
working in PeakForce quantitative nanomechanical property
(PF-QNM) mode in air with an RTESPA-150 silicon probe
(spring constant = 2.44 N m−1) Samples were prepared by dis-
solving 30 mg of polymer in 1 mL of toluene, then spin
coating the solution onto a silicon wafer at 1500 rpm for 30 s.
The resulting thin films were annealed at 180 °C for 24 hours,
after which the oven was turned off and allowed to cool slowly
to room temperature.

Free Polymer Films were prepared by solution casting circa
20 wt% solutions of polymer in THF onto an ETFE frame. An
amount of approximately 1 g of polymer was used per 10 cm2

of the ETFE frame, as this was found to give a film thickness
of around 0.5 mm, which was suitable for mechanical testing.
The frame and solution were covered with foil, and the solvent
was allowed to evaporate over 24 hours. The frame and
polymer were placed in a vacuum oven at 25 °C for at least 3
days to remove all traces of solvent.

Small-Angle X-ray Scattering (SAXS) analyses were per-
formed on copolymer films prepared via solvent casting from
solutions (20 wt%) in THF. SAXS patterns were recorded at a
synchrotron source (Diamond Light Source, station I22,
Didcot, UK) using monochromatic X-ray radiation (X-ray wave-
length λ = 0.999 Å, with scattering vector q ranging from 0.003
to 0.25 Å−1, where q = 4π sin θ/λ and θ is one-half of the scatter-
ing angle) and a 2D Pilatus 2 M pixel detector (Dectris,
Switzerland). Scattering data were reduced utilising standard
routines available at the beamline.66

Mechanical testing

The dried films were peeled off the ETFE sheet, and cut into
strips of 5 × 25 mm2 using a pair of parallel razor blades for
the purpose of tensile testing, or into an 8 mm diameter disc
using a steel punch for the purpose of probe adhesion testing
or rheometry. Specimens dimensions were determined using a
combination of thickness gauge measurements and optical
scanning followed by ImageJ analysis. All mechanical and
rheological testing was carried out using an MCR302 Anton
Paar rheometer.

Dynamic shear rheometry was conducted using an 8 mm
diameter parallel plate measuring system and temperature-
controlled CTD450 oven coupled to a water recirculation
cooling unit. Specimens were subjected to a compressive
normal force of 25 N for 5 minutes to ensure full contact with
the measuring plates, prior to commencing an isothermal fre-
quency scan across 0.01–10 Hz at a strain amplitude of 0.1%
under fixed gap conditions, maintaining contact between the
specimen and plates.

For the purpose of tensile testing, a twin-drum Sentmanat
Extensional Rheometry (SER) fixture with a fixed distance of

12.72 mm between the drums was employed in conjunction
with the rheometer, applying a true strain rate of 0.03 s−1 until
specimen failure. For adhesion probe experiments, an Anton
Paar disposable aluminium rheometry plate with an average
surface roughness of Ra = 0.8 µm was machined to a diameter
of 5.8 mm. The probe was fixed to the rheometer measuring
system and brought into contact with the elastomer at a speed
of 10 μm s−1 until a normal force of 10 N was registered. The
10 N force was maintained for 1 minute, then the probe was
retracted at a speed of 1.25 μm s−1 until the peak adhesive
force was achieved. All mechanical testing was carried out at
room temperature (22.56 ± 0.36 °C).

RAFT homopolymerisations

The RAFT agent, 2-cyano-2-propyl dodecyl trithiocarbonate
(CPDT) (varying mol%) and AIBN (0.2 mol% of CPDT) were
completely dissolved in toluene (1 mL), with the required
monomer (1 g). The oxygen was removed from the reaction
mixture via 3 freeze–pump–thaw cycles. The reaction mixture
was then heated to 65 °C (75 °C for αPMA polymerisation
where stated) for 24 h or until the desired conversion was
reached. The reaction was terminated by exposure to air and
the resultant polymers were purified by dissolving the reaction
mixture in a minimum of THF and precipitating into ice cold
methanol, filtered using Buchner filtration and dried in a
vacuum oven. The reaction was monitored via 1H NMR,
and the resultant polymers were analysed by 1H NMR, GPC
and DMA.

Block copolymer synthesis via RAFT

A series of macro-RAFT agents were synthesised via the homo-
polymerisation method described above. The macro-RAFT
agent polymerisations were terminated below 60% conversion
to retain chain end fidelity. The reactions were monitored
using 1H NMR and when nearing 60% conversion, the reaction
mixture was exposed to air, quenching the radicals and termi-
nating the reaction. Ratios of macro-RAFT agent to monomer
were determined by the required molecular weight of the
second block. A representative procedure was as follows: limo-
nene acrylate (0.125 g, 0.6 mmol), PαPMA macro-RAFT agent
(0.5 g, 0.0179 mmol) and AIBN (0.9 mg, 0.00357 mmol) were
dissolved in toluene (3 mL) and transferred to a Schlenk tube.
The reaction mixture underwent 3× freeze–pump–thaw cycles
to remove any oxygen and was then heated to 65 °C. The reac-
tion was monitored with 1H NMR and terminated at >95%
conversion. The resultant PαPMA-b-PLiA block copolymer was
purified via precipitation from THF into ice cold methanol.

When synthesising triblock copolymers, the macro-RAFT
agent synthesis was carried out on a ×5 scale, using BDAT as a
difunctional RAFT agent. As a result of this scale up 2–3 pre-
cipitation steps were required to remove all unreacted
monomer. The chain extensions were then carried out as for
the diblock copolymers. The final triblock copolymers were
analysed with 1H NMR, GPC and DMA, and in some cases
AFM and SAXS.
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