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l, conductive niobium and
molybdenum metal–organic frameworks†

Michael E. Ziebel, ab Justin C. Ondrya and Jeffrey R. Long *abc

The incorporation of second-row transition metals into metal–organic frameworks could greatly improve

the performance of these materials across a wide variety of applications due to the enhanced covalency,

redox activity, and spin–orbit coupling of late-row metals relative to their first-row analogues. Thus far,

however, the synthesis of such materials has been limited to a small number of metals and structural

motifs. Here, we report the syntheses of the two-dimensional metal–organic framework materials

(H2NMe2)2Nb2(Cl2dhbq)3 and Mo2(Cl2dhbq)3 (H2Cl2dhbq ¼ 3,6-dichloro-2,5-dihydroxybenzoquinone),

which feature mononuclear niobium or molybdenum metal nodes and are formed through reactions

driven by metal-to-ligand electron transfer. Characterization of these materials via X-ray absorption

spectroscopy suggests a local trigonal prismatic coordination geometry for both niobium and

molybdenum, consistent with their increased covalency relative to related first-row transition metal

compounds. A combination of vibrational spectroscopy, magnetic susceptibility, and electronic

conductivity measurements reveal that these two frameworks possess distinct electronic structures. In

particular, while the niobium compound displays evidence for redox-trapping and strong magnetic

interactions, the molybdenum phase is valence-delocalized with evidence of large polaron formation.

Weak interlayer interactions in the neutral molybdenum phase enable solvent-assisted exfoliation to yield

few-layer hexagonal nanosheets. Together, these results represent the first syntheses of metal–organic

frameworks containing mononuclear niobium and molybdenum nodes, establishing a route to

frameworks incorporating a more diverse range of second- and third-row transition metals with

increased covalency and the potential for improved charge transport and stronger magnetic coupling.
Introduction

Second- and third-row transition metals offer a diverse range
of structural, electronic, and magnetic properties not acces-
sible with rst-row metals, including increased covalency in
bonding, strong spin–orbit coupling, diverse coordination
geometries, and access to a wide range of oxidation states.1 In
solid-state materials, these properties can manifest as strong
electronic correlations,2,3 large magnetic anisotropies,4,5 and
enhanced electrochemical performance.6,7 Such properties
inspire the development of metal–organic frameworks based
on second- and third-row transition metals, but examples to
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700
date have been largely limited to frameworks generated from
redox-inert d0 and d10 metals that engage in ionic bonding
(Zr4+, Hf4+, and Cd2+),8–10 paddlewheel building units
(e.g., Mo2

4+ and Ru2
4/5+),11–13 and diamagnetic square-planar

metals (e.g., Pd2+ and Pt2+).14,15

Although the examples are limited, some second- and third-
row transition metal coordination solids do exhibit phenomena
consistent with the properties of second- and third-row metals.
For example, one-dimensional chains of Pt2(dta)4I (dta2� ¼
dithioacetate) display metallic conductivity,16,17 while two- and
three-dimensional frameworks based on Ru2-tcnq (tcnq ¼ tet-
racyanoquinodimethane) linkages have been found to possess
high magnetic ordering temperatures and large magnetic
coercivities.18,19 However, frameworks incorporating square
planar Pd2+, Pt2+, Ag1+, and Au1+ display lower conductivities
than their Ni and Cu analogues, suggesting simple incorpora-
tion of second- and third-row metals does not guarantee
enhanced performance.14,15,20 Expanding the synthetic scope of
second- and third-row frameworks to new families of materials
should help to identify design strategies that will utilize the
unique electronic and magnetic properties of such heavy tran-
sition metals. In particular, targeting frameworks based on
early second- and third-row metal ions (Nb, Mo, Ta, and W),
This journal is © The Royal Society of Chemistry 2020
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which offer more diffuse orbitals and greater possible spin
states than the late transition metals, is a promising strategy for
the development of porous and guest-responsive magnets that
exhibit both large magnetic anisotropy and magnetic
polarization.

The scarcity of metal–organic frameworks based on these
early second- and third-row transitionmetals can be attributed to
a variety of synthetic challenges. First, strong coordination of
ligands to second-row metals leads to slow kinetics of ligand
exchange, which inhibits the reversible coordination necessary to
form crystalline frameworks.21 Second, these metals tend to
possess higher oxidation states, higher coordination numbers,
and larger oxophilicities than their rst-row counterparts, which
can lead to formation of metal–oxo species under typical sol-
vothermal synthesis conditions and complicate the synthesis of
isostructural frameworks.22 Finally, common reagents used to
prepare metal–organic frameworks featuring rst-row transition
metals may be inaccessible for the heavier transition metals, or
exhibit entirely different structures with these metals. For
example, the second-row metal acetates typically exist as dinu-
clear paddlewheels with strong metal–metal bonds,23 metal
nitrates are only available with d0 and d10 ions, and metal–halide
bonds are kinetically inert,21 complicating the mechanism of
framework formation. Taken together, these challenges under-
score the need for new synthetic strategies to develop metal–
organic frameworks based on second- and third-row metal ions.

One potential route to the incorporation of second-row
transition metals into framework materials is to use redox-
active ligands and metal-to-ligand electron transfer to
promote framework formation. For example, although the
synthesis of vanadium(II)-containing frameworks faces many of
the same challenges as the formation of second-row transition
metal frameworks,24 the reaction of VCl2 with chloranilic acid
(H2Cl2dhbq) yields a crystalline honeycomb framework with an
oxidized vanadium ion and a reduced ligand.25 Given that the
reduction potentials of second-row metals are typically higher
than those of the rst-row metals,26 we rationalized that
a similar approach could be used to access frameworks
featuring second-row transition metals.

Herein, we report the synthesis and electronic properties of
two-dimensional niobium– and molybdenum–chloranilate
frameworks. While the two frameworks are isoelectronic and
exhibit enhanced metal–ligand covalency relative to their rst-
row analogues, their electronic structures are vastly different,
as determined through spectroscopic, magnetic, and electronic
transport measurements. Specically, the electronic structure
of the Nb phase is highly localized, which results in a low
electronic conductivity, while the Mo phase is highly conduc-
tive, likely due to the formation of large polaronic species. The
neutral Mo phase is easily exfoliable in polar, organic solvents,
enabling the isolation of few-layer nanosheets.

Results and discussion
Synthesis and structure

The majority of two-dimensional transition metal phases based
on 2,5-dihydroxybenzoquinone and its functionalized
This journal is © The Royal Society of Chemistry 2020
derivatives are anionic frameworks that are synthesized using
divalent metal precursors.27–30 With sufficiently reducing
precursors featuring, for example, TiII, VII, CrII, or FeII, metal-to-
ligand electron transfer during synthesis can yield frameworks
with tri- or tetravalent metal centers and partially or fully
reduced ligands.25,31,32 Given the scarcity of mononuclear,
divalent reagents available for the synthesis of analogous
niobium and molybdenum frameworks, as well as the more
reducing character of NbIII and MoIII relative to VIII and CrIII, we
sought to synthesize materials of this type using the trivalent
precursors NbCl3(DME) (DME ¼ 1,2-dimethoxyethane) and
[Mo(DMF)6](CF3SO3)3.33,34

The stoichiometric reaction of these reagents with H2Cl2-
dhbq in DMF yielded brick red and dark blue microcrystalline
powders, respectively, with powder X-ray diffraction patterns
consistent with the two-dimensional honeycomb phases [Nb2(-
Cl2dhbq)3]

n� (1-Nb) and [Mo2(Cl2dhbq)3]
n� (2-Mo) (Fig. 1 and

S1†). Both phases show substantial peak broadening for
reections with a c-axis component, indicative of some degree
of disorder in interlayer stacking or small domain sizes along
the c-axis (Fig. S2 and S3†). Interestingly, crystalline 2-Mo forms
at room temperature, while a reaction temperature of 120 �C
was necessary to form 1-Nb, similar to conditions used for the
titanium and vanadium frameworks. Indeed, the synthesis of
frameworks containing second-row transition metals oen
require elevated temperatures to overcome the kinetic inertness
of these metals.11,12 The formation of crystalline 2-Mo at a much
lower temperature supports the importance of the metal-to-
ligand electron transfer in promoting framework formation.
Notably, 1-Nb is the rst monometallic niobium metal–organic
framework,35–37 and 2-Mo is the rst monometallic molyb-
denum framework that is not constructed from paddlewheel
building units.11,38

If metal-to-ligand electron transfers occur exclusively
through inner-sphere processes, the use of a trivalent precursor
complex should yield charge-neutral frameworks of the general
formula M2(Cl2dhbq)3, regardless of the nal redox states of the
metals and ligands. Charge-balancing cations in the pores of
anionic chloranilate frameworks have been shown to promote
ordered interlayer stacking over large length scales,39 and thus,
the absence of charge-balancing cations in 1-Nb and 2-Mo could
explain the broad peaks observed in their powder X-ray
diffraction patterns. To test for the presence of alkylammo-
nium cations, the frameworks were digested in D2O and the
resulting solutions were analysed by 1H NMR spectroscopy
(Fig. S4†). Only DMF was observed in the spectrum for digested
1-Mo, conrming the formation of charge-neutral Mo2(Cl2-
dhbq)3$6DMF layers. However, peaks for both dimethylammo-
nium cations and DMF were present in the spectrum of digested
1-Nb, indicating that the parent framework carries an anionic
charge. A combination of 1H NMR spectroscopy and elemental
analysis data collected for the solvated and activated 1-Nb
materials indicate a formulation of
(H2NMe2)2Nb2(Cl2dhbq)3$4.1DMF.

The anionic character of this material can likely be
explained by the dinuclear, metal–metal bonded nature of the
NbCl3(DME) precursor, which is more accurately represented as
Chem. Sci., 2020, 11, 6690–6700 | 6691
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Fig. 1 (a) Powder X-ray diffraction data for 1-Nb and 2-Mo. Unit cell
indexing suggests honeycomb structures with the space group P3�1m,
similar to those reported for other metals.25,31 Le Bail refinement
generates unit cell parameters of a ¼ 13.743(6)/13.89(2) Å and c ¼
9.204(8)/10.38(4) Å for 1-Nb and 2-Mo, respectively. Stars correspond
to prominent reflections with a c axis component. Model of the two-
dimensional framework in 1-Nb and 2-Mo as viewed along (b) the c
axis and (c) the ab plane. Dark blue, green, red, and gray spheres
correspond to Nb/Mo, Cl, O, and C atoms, respectively. We note that
this is a model structure generated by applying a trigonal prismatic
geometry to previously reported structures, rather than a structure
refined from powder X-ray diffraction. Some deviation from a perfect
trigonal prismatic geometry may be present in the actual crystal
structures.
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(DME)Cl2Nb(m-Cl)2NbCl2(DME).40 If both NbIII centers from
each Nb2 unit were incorporated into the product, the resulting
framework should be charge neutral; instead, we propose that,
a one-electron inner-sphere, metal-to-ligand electron transfer
occurs from each NbIII center with concomitant cleavage of the
Nb–Nb bond, such that only one NbIII center in each dinuclear
unit incorporates into the product, while the other acts purely
as an electron donor. A complex mechanism of this type and the
6692 | Chem. Sci., 2020, 11, 6690–6700
need to break metal–metal bonds may also explain the elevated
synthesis temperature required for 1-Nb relative to 2-Mo.
Interestingly, this extra electron transfer enabled by the metal–
metal bond renders 1-Nb isoelectronic to 2-Mo, as well as to the
previously reported vanadium congener. Here, we use the term
isoelectronic to refer to the valence electron count of the
framework, ignoring ligand redox activity. As discussed below,
the actual distribution of electrons between metals and ligands,
as well as the electron conguration at the metal centers, varies
with metal identity among the three materials.

All structurally characterized transition metal–chloranilate
frameworks possess a pseudo-octahedral coordination geom-
etry around the metal center.27,28,31,41 While there are no struc-
turally characterized, homoleptic niobium (tris)dioxolene
compounds, all reported niobium tris(dithiolene) compounds
possess a trigonal prismatic coordination geometry.42–44

Homoleptic molybdenum tris(dioxolene) complexes are re-
ported with both octahedral and trigonal prismatic geome-
tries,45,46 while all neutral molybdenum tris(dithiolenes) possess
a trigonal prismatic geometry.47,48 These molecular analogues
suggested the possibility of a trigonal prismatic coordination
geometry in 1-Nb and 2-Mo. We note that this coordination
geometry would not alter the symmetry or connectivity of the
two-dimensional framework. However, the orientation of the
chlorine substituents along the c-axis in this geometry may
disrupt interlayer stacking, which could further explain the
broad peaks in the diffraction patterns for these materials.

Due to substantial solvent disorder in the pores of 1-Nb and
2-Mo and reduction in framework crystallinity upon activation,
structural renement from powder X-ray diffraction data proved
challenging. We therefore turned to Nb and Mo K-edge X-ray
absorption spectroscopy (XAS) as a means of distinguishing
between octahedral and trigonal prismatic coordination
geometries in 1-Nb and 2-Mo (Fig. 2). The absence of inversion
symmetry at the metal center in trigonal prismatic coordination
enables 4d–5p mixing, which enhances the Laporte-forbidden
1s to 4d pre-edge transition.49 While the short core-hole life-
time in heavy elements leads to broadening of pre-edge
features,50 the distinct pre-edge features observed for both 1-
Nb and 2-Mo support a local trigonal prismatic geometry
(Fig. S5†). While the slightly weaker pre-edge feature in 2-Mo
could potentially support a geometry intermediate between
octahedral and trigonal prismatic, as has been observed in
some anionic tris(dithiolene) complexes,51,52 we note that the
pre-edge intensity for 2-Mo is similar to that of trigonal pris-
matic 2H-MoS2.53

To assess if any of the early rst-row transition metals
possess a similar trigonal prismatic coordination geometry, we
collected transition metal K-edge spectra for the Ti, V, and Cr
congeners, (H2NMe2)2Ti2(Cl2dhbq)3, (H2NMe2)2V2(Cl2dhbq)3,
and (H2NMe2)1.5Cr2(dhbq)3 (Fig. S6†).25 Among these three rst-
row metal materials, only the vanadium framework displays
a high-intensity pre-edge feature suggestive of trigonal pris-
matic coordination. In neutral or monoanionic tris(dithiolene)
complexes, this geometry is indeed favored due to the improved
p-orbital overlap,54 and evidence of this coordination geometry
for the vanadium framework is consistent with its highly
This journal is © The Royal Society of Chemistry 2020
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Fig. 2 K-edge X-ray absorption spectra for 1-Nb (top) and 2-Mo
(bottom), along with tetravalent metal oxides (orange) and molecular
chloride complexes (purple), as reference compounds. Both frame-
works display pre-edge features which are indicative of a trigonal
prismatic geometry. Data for NbO2 and MoO2 are taken from ref. 34
and 53.
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covalent and delocalized electronic structure.25 As such, the
trigonal prismatic coordination of 1-Nb and 2-Mo provides an
indication of enhanced covalency for these materials relative to
those incorporating most rst-row metals.

Electronic structure

Chloranilate frameworks synthesized with the early transition
metals display a range of metal and ligand redox states. For
example, (H2NMe2)2Ti2(Cl2dhbq)3 features TiIV centers with
ligands in the trianionic and tetraanionic state, while (H2-
NMe2)1.5Cr2(dhbq)3 possesses CrIII centers with dianionic and
trianionic ligand states.25 Given the increased reducing power of
second-row metals, we expected that a similar diversity of redox
states could be accessible in 1-Nb and 2-Mo.

As an initial probe of the metal oxidation states in these
materials, we analysed the rising edge portion of the K-edge X-
This journal is © The Royal Society of Chemistry 2020
ray absorption spectra (Fig. 2). The rising edge energy for 1-Nb is
18999.6(2) eV, between the rising edge energies of NbCl4(THF)2
and NbO2, while the rising edge energy of 2-Mo is 20015.3(2) eV,
higher than the rising edge energies of both MoCl4(CH3CN)2
and MoO2.36,55 Because rising edge energies are highly depen-
dent on the nature of the coordinated ligands, and because of
the lack of molecular analogues for 1-Nb and 2-Mo with well-
characterized oxidation states, absolute oxidation state assign-
ment from XAS data alone is challenging. Metal–ligand cova-
lency in these frameworks further complicates oxidation state
assignment, as in the case of molecular dithiolene complexes.56

However, the rising edge energies of 1-Nb and 2-Mo are most
consistent with NbIV and MoIV, and these assignments are
consistent with other spectroscopic and magnetic character-
ization of these frameworks, as discussed below. An extended
discussion of oxidation state assignment from the X-ray
absorption spectra can be found in the ESI. We note that, as
in dithiolene complexes, metal–ligand covalency may limit the
utility of formal oxidation state assignments beyond the
purposes of electron counting.

The ligand redox states in 1-Nb and 2-Mo can be inferred
from the metal oxidation states and the charge per formula unit
in each framework. For 1-Nb, an assignment of NbIV corre-
sponds to ligand redox states of [NbIV2 (Cl2dhbq

3�)2(Cl2-
dhbq4�)]2�, which matches the charge distribution previously
observed for the titanium analogue.25 For 2-Mo, an assignment
of MoIV would correspond to a ligand redox-state formulation of
MoIV(Cl2dhbq

2�)(Cl2dhbq
3�)2. However, a more rigorous anal-

ysis for both materials is possible using data from infrared
spectroscopy and magnetic susceptibility measurements. For
example, in metal–chloranilate frameworks, the vibrational
frequency of the quinone stretching mode is diagnostic of the
redox state of the ligand. The dianionic ligand typically appears
between 1500 and 1530 cm�1, while the trianionic ligand typi-
cally appears between 1420 and 1450 cm�1.57–59 Mixed-valent
ligands that are equivalent on the vibrational timescale
appear as a single, broad peak outside of these ranges. For
instance, the quinone frequency for the titanium phase appears
at 1404 cm�1.25

Interestingly, in 1-Nb, two strong features at 1424 and
1410 cm�1 are present in the frequency range expected for the
quinone stretchingmode (Fig. 3). We note that both features are
present following removal of solvent from the framework pores,
conrming that both vibrational modes are intrinsic to the
framework (Fig. S7†). The vibrational mode at 1424 cm�1 is
consistent with a localized Cl2dhbq

3� ligand, while the vibra-
tional mode at 1410 cm�1 is more consistent with a valence-
delocalized mixture of Cl2dhbq

3� and Cl2dhbq
4� ligands, as

was observed for the titanium phase.25 The presence of two
distinct vibrational modes has also been observed in the chro-
mium and aluminum phases,25,60 where it was taken as an
indication of redox-trapped dianionic and trianionic ligands.
However, the presence of redox trapping in 1-Nb is seemingly at
odds with the observation of a vibrational mode corresponding
to valence-delocalized redox states. This result may suggest
a more complex electronic structure in which a portion of the
ligands are redox-trapped, while others undergo rapid electron
Chem. Sci., 2020, 11, 6690–6700 | 6693
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Fig. 3 Portion of the infrared spectrum of 1-Nb (dark green) and 2-Mo
(navy). We note that no offset is applied to the spectrum of 2-Mo. Full
spectra are shown in Fig. S7 and S9.†
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transfer on the vibrational timescale. The presence of redox-
trapped ligands is further supported by the absence of a low-
energy intervalence charge transfer feature in the near-
infrared region (Fig. S8†). Higher energy transitions at 13600,
19700, and 30000 cm�1 can be assigned as charge transfer and
ligand-centered excitations.

This unusual electronic structure may also explain the
magnetic properties of 1-Nb. Despite the expected presence of S
¼ 1/2 NbIV ions and redox-trapped Cl2dhbq

3� ligands, 1-Nb was
found to be diamagnetic up to 300 K, except for a small Curie
tail below 5 K (Fig. S10†). While this result could potentially
support an oxidation assignment of [NbV2(Cl2dhbq

4�)3]
2�, such

an electronic structure would be inconsistent with the XAS and
vibrational spectroscopy data discussed above. Diamagnetism
in 1-Nb could also be consistent with band-like character, as is
observed in NbS2,61 but such character would be inconsistent
with the presence of multiple quinone stretching modes and
the low electronic conductivity, as will be discussed further
below. Instead, strong, local antiferromagnetic interactions
between paramagnetic NbIV centers and Cl2dhbq

3� ligands
could result in the observed diamagnetism in 1-Nb, akin to the
strong antiferromagnetic coupling observed in d1 tris(dithio-
lene) complexes with open-shell singlet ground states.49,52

Indeed, these interactions could potentially result in partial
redox-trapping of the trianionic ligands. Given the apparent
complexity of the electronic structure of 1-Nb, charge ordering
could give rise to more intricate magnetic structures (for
example, strongly coupled [Nb6(Cl2dhbq

3�)6]
6+ hexagons), but

powder X-ray diffraction data provide no evidence of a reduction
in symmetry or of the presence of a supercell. We note that
other coordination solids containing radical ligands have been
shown to be diamagnetic, though this is most commonly
attributed to band-like character in highly conductive materials,
rather than through the antiferromagnetic interactions that we
propose to be operative in 1-Nb.62
6694 | Chem. Sci., 2020, 11, 6690–6700
The infrared spectrum of 2-Mo features a broad absorbance
extending across the mid-infrared region, which masks the ex-
pected vibrational modes for the ligand and prevents direct
assignment of redox states (Fig. 2 and S9†). A similar feature
was observed in the vanadium congener and was ascribed to
large polaron formation.25,63 Here, we use the term large polaron
to refer to an electron–phonon-coupled mid-gap state extending
over multiple ligands. To probe for the presence of large
polarons in 2-Mo, we measured its dc magnetic susceptibility
under a eld of 0.1 T (Fig. S11 and S12†). A Curie–Weiss t to the
data from 25 to 250 K yielded values of C ¼ 0.43 emu mol�1 K�1

and q ¼ �39 K (Fig. S11†). This value of C is much lower than
the value of 0.75 emu mol�1 K�1 expected for two S ¼ 1/2 Cl2-
dhbq3� radicals and diamagnetic MoIV (given the expected low-
spin electronic conguration of ða0

1Þ
2
for a trigonal prismatic

coordination geometry). The low value of C and the relatively
weak magnetic interactions suggested by the magnitude of q
support some degree of spin-quenching through large polaron
formation. Additionally, the presence of an asymmetric, broad
absorption feature extending across the near-infrared region
(nmax ¼ 8760 cm�1) is consistent with the presence of strongly
delocalized mixed-valent ligands (Fig. S8†). Finally, the higher
energy of this transition relative to the Fe and Ti congeners is
consistent with increased metal–ligand covalency, as discussed
in a previously reported orbital model.25
Transport properties

The vastly different electronic structures of 1-Nb and 2-Mo
suggested that the two materials would display markedly
different transport properties, despite having isoelectronic
frameworks. Indeed, the electronic conductivity of 1-Nb at 298 K
is only 1.7(4) � 10�6 S cm�1, the lowest reported value for any
anilate-based framework exhibiting metal-to-ligand electron
transfer (Fig. S13†). Such a low conductivity is consistent with
the absence of an absorbance feature at low energies. Interest-
ingly, the conductivity of 1-Nb is nearly two orders of magnitude
lower than that of the Cr congener, in which all ligands are
redox trapped on the vibrational timescale.25 This is surprising,
as the presence of a valence-averaged quinone stretching mode
suggests some degree of electron delocalization. Consequently,
the very low conductivity of 1-Nb may provide further support
for local charge ordering that inhibits long-range charge
transport. In contrast, 2-Mo displays a much higher conduc-
tivity of 1.8(3) � 10�2 S cm�1 at 298 K, which is consistent with
the proposed large polaronic character (Fig. S13†). This value is
among the highest for any two-dimensional transition metal–
anilate frameworks, with the current record of 0.45 S cm�1

being held by (H2NMe2)2V2(Cl2dhbq)3.25,64

The isoelectronic nature of 1-Nb, 2-Mo, and the previously
reported vanadium phase enables an assessment of the
importance of metal oxidation state, metal electron count, and
ligand redox state on the transport properties of these mate-
rials. While the frameworks in all three materials have identical
valence electron counts, their electronic structures are distinct.
For example, 1-Nb and 2-Mo both contain tetravalent metal
centers, but NbIV is paramagnetic while MoIV is diamagnetic,
This journal is © The Royal Society of Chemistry 2020
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which may be important in explaining the electron localization
in 1-Nb. The redox states of the ligands are also different in the
two phases, although from the present data, it is not clear what
effect this difference may have on the distinct electronic prop-
erties of the materials. The electronic structure of 2-Mo is more
similar to that of the vanadium phase, and the electronic
delocalization observed in these phases is also comparable.
While the metal oxidation states and framework charges differ
between the two materials, both possess d2 metal centers with
a mix of dianionic and trianionic ligands. Based on magnetic
data, vanadium likely possesses an S ¼ 1 3d2 conguration,25

rather than the S¼ 0 4d2 conguration of 2-Mo. From the above
analysis, no apparent trends emerge that would uniformly
explain the different transport properties of these materials.
DFT calculations of the electronic structures of these three
phases may provide more insights into the origins of charge
localization in 1-Nb and charge delocalization in 2-Mo.
Fig. 4 (a) Photograph of scattered 635 nm light from a suspension of
2-Mo in DMF demonstrating the Tyndall effect. (b) TEM image of
a few-layer nanosheet of 2-Mo. Additional images are shown in
Fig. S18.†
Redox chemistry

One particularly interesting aspect of quinoid-based materials
is the opportunity to alter their electronic structure and trans-
port properties through post-synthetic reduction or oxida-
tion.32,64 We expected that the increased covalency provided by
second-row transition metal ions and the diverse range of
accessible oxidation states available for these metals could lead
to a large number of accessible redox states in 1-Nb and 2-Mo.65

Slow-scan cyclic voltammetry was used as an initial probe of the
accessible reductions and oxidations in these frameworks.
Surprisingly, 1-Nb displays no fully reversible redox processes
(Fig. S14†). Specically, no reductive processes are observed
down to 2.5 V vs. Li0/+, and poorly reversible oxidative processes
are observed up to 3.55 V vs. Li0/+. Subsequent scans to lower
and higher potentials revealed what may be quasi-reversible
processes, although it is possible that these features corre-
spond instead to decomposition products. In contrast, 2-Mo
displays a quasi-reversible reduction with E1/2 ¼ 3.17 V vs. Li0/+,
in addition to partially reversible oxidative features above 3.4 V
vs. Li0/+ (Fig. S15†). These oxidative features are particularly
interesting, as they represent anion insertion processes to
generate a cationic framework. This cationic character may
limit the stability of the framework to oxidation, which could
explain the poor reversibility of these processes.

The limited stability of 1-Nb and 2-Mo to post-synthetic
redox chemistry is surprising, given that the rst-row transi-
tion metal analogues all show reversible electrochemical
processes.65,66 The second-row analogues may be more suscep-
tible to changes in coordination environment upon framework
reduction or oxidation, which could limit the reversibility of
these processes. As an initial assessment of the structural
stability of 2-Mo to oxidation, we carried out chemical oxidation
of the framework with ferrocenium hexauorophosphate.
While full electronic characterization of the oxidized material
lies outside the scope of this report, powder X-ray diffraction
data suggests retention of the two-dimensional honeycomb
structure (Fig. S16†). The narrower peak width of the c-axis
reections relative to the neutral framework is consistent with
This journal is © The Royal Society of Chemistry 2020
reduced stacking disorder upon anion insertion. Further
studies of the structural and electronic effects of reduction and
oxidation in 2-Mo, and the origin of poor electrochemical
reversibility in 1-Nb and 2-Mo, are underway.

Exfoliation of 2-Mo

As discussed above, most two-dimensional frameworks based
on 2,5-dihydroxybenzoquinone and its derivatives are anionic
with charge-balancing cations situated within the pores or
between two-dimensional layers. Despite the presence of these
cations, nanosheets of iron-based materials have been reported
with thicknesses down to seven monolayers.67 The charge
neutrality of 2-Mo, however, suggests exfoliation of this material
may be possible, potentially down to the monolayer limit.
Indeed, simply soaking powders of 2-Mo in DMF at room
temperature yielded blue colloidal suspensions that display the
Tyndall effect, suggesting a particle size in the range of 50–
1000 nm. Similar colloidal suspensions could also be generated
in acetonitrile, although this required agitation of the powders
via sonication (Fig. 4 and S17†).

Transmission electron microscopy (TEM) images of diluted,
dropcast DMF suspensions revealed nanosheets with well-
dened edges, hexagonal shapes, and edge lengths of 100 to
250 nm (Fig. 4b), whereas images of dropcast acetonitrile
suspensions revealed substantial particle aggregation
(Fig. S18†). Attempts to characterize these nanosheets using
electron diffraction were unsuccessful, likely due to a combi-
nation of air exposure, electron beam damage, and reduced
crystallinity from solvent loss under high vacuum. The TEM
images obtained here suggest all nanosheets contain multiple
framework monolayers; however, the ease of solvent-assisted
exfoliation observed here implies that further optimization of
the wet exfoliation procedure, or combining wet exfoliation with
mechanical exfoliation, may generate monolayers of 2-Mo.
Currently, the small size of these nanosheets makes further
characterization of the exfoliated materials challenging;
attempts to improve the crystallite size of 2-Mo through higher
temperature and layered-solution syntheses are now underway.
Finally, these results suggest that oxidation of anionic chlor-
anilate frameworks to afford neutral frameworks could
Chem. Sci., 2020, 11, 6690–6700 | 6695
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represent an improved approach for realizing monolayers of
such materials.
Conclusions

The foregoing results demonstrate that the use of metal-to-
ligand electron transfer can facilitate the synthesis of new,
redox-active metal–organic frameworks containing early
second-row transition metals. Characterization of (H2NMe2)2-
Nb2(Cl2dhbq)3 and Mo2(Cl2dhbq)3 via X-ray absorption spec-
troscopy suggested a local trigonal prismatic metal
coordination, consistent with the increased covalency of
second-row transition metals relative to their rst-row
analogues. Despite being isoelectronic, these materials
possess distinct electronic structures, as demonstrated through
spectroscopic and magnetic characterization. The niobium
phase is diamagnetic and poorly electronically conductive,
likely due to strong metal–ligand coupling and partially redox-
trapped ligands, respectively, while the molybdenum phase
was found to display substantial valence delocalization and
high electronic conductivity. Critically, these results highlight
that increased covalency arising from the use of second-row
transition metals can result in strong magnetic interactions or
improved charge transport in metal–organic materials,
although these properties may be in competition with one
another. The synthesis of the tantalum and tungsten analogues
of these frameworks could provide further insights into the
effects of enhanced metal–ligand covalency on the magnetic
and charge transport properties of coordination solids. Further
efforts will focus on the synthesis of new frameworks containing
second-row metals with larger spins, in which strong magnetic
coupling, such as that hypothesized to occur in 1-Nb, could be
used to achieve high magnetic ordering temperatures.
Experimental methods
Synthesis of materials

Unless otherwise specied, all syntheses and subsequent
manipulations of puried materials were carried out under
rigorous air- and water-free conditions, using Schlenk tech-
niques or an Ar-atmosphere MBraun glovebox. The solvents
N,N-dimethylformamide, acetonitrile, tetrahydrofuran, diethyl
ether, and dichloromethane were dried using a commercial
solvent purication system designed by JC Meyer Solvent
Systems and were stored over 4 Å (DMF, CH3CN, THF, Et2O) or 3
Å (CH2Cl2) molecular sieves prior to use. Propylene carbonate
was dried over melted sodium metal and distilled prior to use.
The compound Mo(CO)6 (98%) was purchased from Sigma
Aldrich and sublimed prior to use. The compounds NbCl3(-
DME),33 MoCl4(CH3CN)2,68 Ti(acac)3,69 (H2NMe2)2Ti2(Cl2dhbq)3,
(H2NMe2)2V2(Cl2dhbq)3, and (H2NMe2)1.5Cr2(dhbq)3,25 were
synthesized according to previously reported procedures. All
other reagents were purchased and used as received: triic acid
(99.5%, Oakwood Chemical), triic anhydride (99.5%, Oakwood
Chemical), chloranilic acid (98%, Alfa Aesar), and Cr(acac)3
(97%, Sigma Aldrich). Compositional C, H, N, and S analyses
6696 | Chem. Sci., 2020, 11, 6690–6700
were obtained from the Microanalytical Laboratory at the
University of California, Berkeley.

Synthesis of Mo(DMF)6(CF3SO3)3. This compound was
synthesized through a modied procedure for the synthesis of
Mo(CF3SO3)3.34 Triic acid (40 mL) and triic anhydride (15 mL)
were added to an oven-dried Schlenk ask and heated to 100 �C
under an argon atmosphere to remove residual water. The
solution was then degassed with three freeze–pump–thaw
cycles, and freshly sublimed Mo(CO)6 (3.00 g, 11.4 mmol) was
added under a positive pressure of argon. The reaction was
stirred and heated at reux for 18 h, and the resulting solid was
allowed to settle to the bottom of the ask. The solvent was
decanted, and dry, degassed diethyl ether (30 mL) was added to
the ask. Caution: The addition of diethyl ether to residual triic
acid is highly exothermic, and rapid addition can cause the solvent
to boil. This process was repeated three more times to remove
residual triic acid. The remaining solid was dried under
reduced pressure at 100 �C for 3 h, aer which it was dissolved
in the minimal amount of DMF. Addition of diethyl ether to this
solution precipitated the product as a bright yellow powder,
which was collected by ltration and dried under reduced
pressure. Yield: 5.1 g (45%). Analysis calcd. For C21H42F9-
MoN6O15S3: C, 25.7; H, 4.3; N, 8.6; S, 9.8. Found: C, 26.3; H,
4.4; N, 8.8; S, 9.8.

Synthesis of (H2NMe2)2Nb2(Cl2dhbq)3$4.1DMF. In an argon
glovebox, NbCl3(DME) (15 mg, 0.052 mmol), chloranilic acid
(16 mg, 0.076 mmol), and DMF (5 mL) were added to a 20 mL
scintillation vial. The resulting blue solution was heated at
120 �C for 18 h. The reaction was allowed to cool, and the
resulting red solid was collected by ltration. The crude product
was soaked in 5 mL of DMF at room temperature for 24 h, and
was then recollected by ltration. This was repeated two more
times, aer which the solid was dried at room temperature
under reduced pressure for 2 h. For characterization, several
independent batches were combined and thoroughly mixed.
Yield: 16 mg (32%). Analysis calcd. For C34.3H44.7Cl6N6.1Nb2-
O16.1: C, 34.4; H, 3.8; N, 7.1. Found: C, 34.7; H, 3.7; N, 6.7. IR
(solid-ATR): 3340 (w), 3167 (w), 3084 (w), 2931 (m), 2858 (m),
2805 (w), 2773 (w), 1660 (vs.), 1500 (m), 1424 (s), 1410 (s), 1384
(vs.), 1252 (s), 1226 (m), 1167 (w), 1088 (s), 1062 (m), 989 (vs.),
956 (w), 864 (w), 846 (s), 658 (s), 625 (m), 584 (m), 543 (vs.) cm�1.

To conrm the assignment of two dimethylammonium
cations per formula unit, elemental analysis was collected on an
activated framework. The DMF-solvated framework was soaked
in successive aliquots of acetonitrile (2 � 10 mL), THF (2 � 10
mL), and CH2Cl2 (3 � 10 mL) for 12 h each wash, and with
a ltration between each solvent exchange. The CH2Cl2-solvated
framework was then activated at 120 �C under reduced pres-
sure, transferred to a borosilicate tube capped with a Micro-
meritics TranSeal, and further activated for 24 h at 120 �C on
a Micromeritics ASAP 2420 system to yield a black solid. We
note that the color change observed upon activation is fully
reversible, and soaking activated 1-Nb in DMF restores the
original red color. Analysis calcd. For C22H16Cl6N2Nb2O12: C,
29.4; H, 1.8; N, 3.1. Found: C, 29.6; H, 1.9; N, 3.3. IR (solid-ATR):
3079 (br), 2782 (w), 1699 (w), 1650 (w), 1557 (w), 1423 (s), 1409
This journal is © The Royal Society of Chemistry 2020
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(s), 1252 (s), 1164 (w), 988 (s), 959 (sh), 848 (s), 622 (w), 519
(vs.) cm�1.

Synthesis of Mo2(Cl2dhbq)3$6DMF. Solid Mo(DMF)6(CF3-
SO3)3 (225 mg, 0.229 mmol), chloranilic acid (75 mg, 0.36
mmol), and DMF (10 mL) were added to a 20 mL scintillation
vial. The solution was le at room temperature for 24 h, and the
resulting blue-black precipitate was collected by ltration. The
crude product was soaked in 5 mL of DMF at room temperature
for 24 h, and was then recollected by ltration. This was
repeated two more times, aer which the solid was dried at
room temperature under reduced pressure for 2 h until it
became a free owing powder. We note that due to the rapid
exfoliation of 2-Mo in DMF, supernatant solutions remain
colored even aer repeated DMF washes. Yield: 166 mg (29%).
Analysis calcd. For C36H42Cl6Mo2N6O18: C, 34.5; H, 3.4; N, 6.7.
Found: C, 34.8; H, 3.6; N, 6.7.

Chemical oxidation of 2-Mo. Solid 2-Mo (15 mg, 0.012
mmol), Fe(Cp)2(PF6) (4.3 mg, 0.013 mmol), and DMF (2 mL)
were added to a 4 mL scintillation vial, and the mixture was
stirred for 24 h. The resulting black solid was collected by
ltration and washed with successive aliquots of DMF (2 � 3
mL). The light yellow-green color of the ltrate suggested
reduction of Fe(Cp)2

+ to Fe(Cp)2, indicating at least partial
oxidation of 2-Mo.

Preparation of colloidal suspensions of 2-Mo. DMF suspen-
sions of 2-Mo were prepared by soaking 2-Mo (10 mg) in DMF (4
mL) at room temperature for 72 h. Acetonitrile suspensions
were prepared by soaking 2-Mo in CH3CN (4 mL), then agitating
the suspension with a horn sonicator for 15 min. For both
suspensions, residual solids were then removed via centrifu-
gation, and the colloidal suspension was decanted from the
solid. These suspensions were then further diluted with 10 mL
of DMF or CH3CN.

Powder X-ray diffraction

Microcrystalline powder samples of 1-Nb, 2-Mo, or oxidized 2-
Mo (1–2 mg) were loaded into 1.0 mm boron-rich glass capil-
laries inside an Ar-atmosphere glovebox, and the capillaries
were ame sealed. High-resolution powder X-ray diffraction
data were collected at beamline 17-BM at the Advanced Photon
Source (APS) at Argonne National Laboratory. Diffraction
patterns were collected at room temperature with a wavelength
of 0.45118 (1-Nb) or 0.45236 (2-Mo and oxidized 2-Mo) Å.

1H NMR spectroscopy

Microcrystalline samples of 1-Nb or 2-Mo (5 mg) were dissolved
in D2O and sonicated briey to ensure complete dissolution.
Acid and heat were avoided during the digestion procedure to
limit the decomposition of DMF to dimethylamine. 1H NMR
spectra were recorded at room temperature on a Bruker AV-300
spectrometer and referenced to residual H2O (d ¼ 4.79 ppm).

X-ray absorption spectroscopy

Powders of 1-Nb, 2-Mo, NbCl4(THF)2, and MoCl4(CH3CN)2 (5
mg) were spread over Kapton tape and sealed between two
layers of polypropylene tape with the edges coated in Torr Seal®
This journal is © The Royal Society of Chemistry 2020
low vapor pressure epoxy. The Nb and Mo K-edge spectra were
collected at beamline 10-BM of the Materials Research Collab-
orative Access Team (MRCAT) at the Advanced Photon Source at
Argonne National Laboratory. Data were collected at room
temperature in uorescence mode. Monochromator energies
were aligned by collecting K-edge spectra of a Nb or Mo refer-
ence foil.

Samples of (H2NMe2)2Ti2(Cl2dhbq)3, Ti(acac)3, (H2NMe2)2-
V2(Cl2dhbq)3, (H2NMe2)1.5Cr2(dhbq)3, and Cr(acac)3 were
loaded onto Kapton tape on an aluminium sample holder, and
sealed within a Mylar bag to prevent air exposure over the
course of data collection. The Ti, V, and Cr K-edge X-ray
absorption spectra were collected at beamline 10.3.2 of the
Advanced Light Source at Lawrence Berkeley National Labora-
tory with the storage ring operating at 500 mA and 1.9 GeV. Data
were collected at room temperature in uorescence mode using
a seven-element Ge solid-state detector and XIA electronics.
Data collection was performed with the beam defocused by
10 mm to reduce beam damage during data collection. Mono-
chromator energies were calibrated using a Ti, V, or Cr foil, and
an internal I0 glitch present in all spectra was used to calibrate
individual spectra. Data were processed using custom LabView
Soware available at the beamline.

Data reduction, baseline correction, and normalization for
all spectra were performed using Athena, a part of the Demeter
soware package.70

Infrared spectroscopy

Infrared spectra were collected on a PerkinElmer Avatar Spec-
trum 400 FTIR spectrometer equipped with a Pike attenuated
total reectance accessory. A custom glovebag attachment was
used to perform measurements on air-sensitive samples under
a dinitrogen atmosphere.

UV-vis-NIR spectroscopy

UV-vis-NIR diffuse reectance spectra were collected with
a CARY 5000 spectrophotometer interfaced with Varian WinUV
soware. Spectra were collected in a Praying Mantis air-free
diffuse reectance cell using BaSO4 for the background
measurement and as the non-absorbing matrix. The Kubelka–
Munk conversion (F(R) vs. wavenumber) of the raw diffuse
reectance spectrum (R vs. wavenumber) was obtained by
applying the formula F(R) ¼ (1 � R)2/2R.

Magnetic measurements

Samples were prepared by adding crystalline powders of 1-Nb
or 2-Mo to a 5 mm inner diameter quartz tube containing
a raised quartz platform. Solid eicosane was added to cover the
sample to prevent crystalline torqueing and improve thermal
contact between the sample and the cryostat. The tubes were
tted with sealable Teon adapters, evacuated, and ame-
sealed under static vacuum. Following ame sealing, the
solid eicosane was melted in a water bath held at 40 �C.
Magnetic susceptibility measurements were performed using
a Quantum Design MPMS2 SQUID magnetometer. For 1-Nb
and 2-Mo, dc magnetic susceptibility measurements were
Chem. Sci., 2020, 11, 6690–6700 | 6697
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collected in the temperature range 2–300 K under applied
magnetic elds of 0.1 and 1 T. Above 250 K, the very low
moment of 2-Mo resulted in substantial noise in the data.
Contributions from the sample holder were background sub-
tracted. Diamagnetic corrections were applied to the data
using Pascal's constants to give ΧD ¼ �0.00055248 emu mol�1

(1-Nb), ΧD ¼ �0.00056848 emu mol�1 (2-Mo) and ΧD ¼
�0.00024306 emu mol�1 (eicosane). For 1-Nb, two indepen-
dently synthesized samples conrmed the diamagnetism of
the sample. Minimal temperature independent para-
magnetism was observed (ΧTIP < 10�4 emu mol�1).
Conductivity measurements

Two-point pressed-pellet conductivity measurements were
conducted in a home-built, two-electrode screw cell described
previously.32 Pellets of 1-Nb or 2-Mo were pressed between two
copper rods with diameters of roughly 0.05 cm2. Sample
thicknesses were measured with a caliper and were within the
range 200 to 500 mm. I–V proles were collected at room
temperature over a voltage window of �1 V using a Bio-Logic
VMP-3 multipotentiostat. All measured samples displayed
ohmic behavior in this window. Conductivity was calculated
according to Ohm's Law. For both materials, reported conduc-
tivities represent average conductivity values for three inde-
pendent pellets.
Solid-state electrochemical characterization

Electrochemical data were collected in a three-electrode cell
constructed using a 1/200 Swagelok PFA union tee and Ti current
collectors. Counter and reference electrodes were smeared with
Li metal and polished to a mirror nish. Suspensions of 1-Nb (8
mg) or 2-Mo (10 mg), Super P conductive carbon (2 mg), and
polyvinylidene uoride (2 mg) in 1 mL THF were sonicated for
15 min and dropcast onto carbon cloth electrodes. Quartz bre
soaked in a 0.1 M LiBF4/propylene carbonate solution was used
as the separator. Cyclic voltammograms were collected at 50 mV
s�1 using a Bio-Logic VMP-3 multipotentiostat.
Transmission electron microscopy

A single drop from the DMF or CH3CN colloidal suspension of
2-Mo was cast on a lacey-carbon-coated Au TEM grid (Ted Pella,
Inc.) and allowed to evaporate at room temperature inside an Ar
atmosphere glovebox. The samples were transferred from the
glovebox in a sealed vial, quickly loaded into an FEI single tilt
sample holder, and inserted into the microscope antechamber
with less than 1 min of total air exposure. TEM images were
obtained with a FEI Tecnai T20 S-TWIN TEM operating at 200
kV with a LaB6 lament (column pressure 8.8 � 10�8 torr).
Images were collected using a Gatan Orius SC200 camera and
analysed using ImageJ.
Conflicts of interest

There are no conicts to report.
6698 | Chem. Sci., 2020, 11, 6690–6700
Acknowledgements

This research was supported in its early stages by National
Science Foundation (NSF) award no. DMR 1611525 and then in
its later stages by Department of Energy grant DE-SC0019356.
Powder X-ray diffraction (beamline 17-BM) and high energy X-
ray absorption spectroscopy data (beamline 10-BM) were
collected at the Advanced Photon Source at Argonne National
Laboratory, which is supported by U.S. Department of Energy,
Office of Science, Office of Basic Energy Sciences under Contract
No. DE-AC02-06CH11357. Low energy X-ray absorption spec-
troscopy data were collected at beamline 10.3.2 of the Advanced
Light Source at Lawrence Berkeley National Laboratory,
a Department of Energy Office of Science User Facility under
contract no. DE-AC02-05CH11231. NMR spectroscopy were
collected at the College of Chemistry's NMR Facility, which is
supported, in part, by NIH S10OD024998. J. C. O gratefully
acknowledges the support of the Chevron-UC Berkeley Graduate
Student Fellowship. We thank Yujia Ding, Dr Sirine Fakra, Dr
Megan Jackson, and Kaipeng Hou for assistance with XAS
experiments; Dr Julia Oktawiec, Henry Jiang, and Maria Paley
for assistance with powder X-ray diffraction experiments; Prof.
A. Paul Alivisatos for use of the transmission electron micro-
scope; Dr David Zee, Dr Lucy Darago, and Dr T. David Harris for
helpful discussions; and Dr Katie Meihaus for editorial
assistance.

References

1 F. A. Cotton, G. Wilkinson, C. A. Murillo and M. Bochmann,
Advanced Inorganic Chemistry, 6th edn, 1999.

2 Y. Maeno, H. Hashimoto, K. Yoshida, S. Nishizaki, T. Fujita,
J. G. Bednorz and F. Lichtenberg, Nature, 1994, 372, 532–534.

3 K. Kitagawa, T. Takayama, Y. Matsumoto, A. Kato, R. Takano,
Y. Kishimoto, S. Bette, R. Dinnebier, G. Jackeli and
H. Takagi, Nature, 2018, 554, 341–345.

4 H. Kato, T. Okuda, Y. Okimoto, Y. Tomioka, Y. Takenoya,
A. Ohkubo, M. Kawasaki and Y. Tokura, Appl. Phys. Lett.,
2002, 81, 328–330.

5 Y. Krockenberger, K. Mogare, M. Reehuis, M. Tovar,
M. Jansen, G. Vaitheeswaran, V. Kanchana, F. Bultmark,
A. Delin, F. Wilhelm, A. Rogalev, A. Winkler and L. Alff,
Phys. Rev. B: Condens. Matter Mater. Phys., 2007, 75, 4–7.

6 Q. Jacquet, A. Perez, D. Batuk, G. Van Tendeloo, G. Rousse
and J. M. Tarascon, Chem. Mater., 2017, 29, 5331–5343.

7 A. J. Perez, Q. Jacquet, D. Batuk, A. Iadecola, M. Saubanère,
G. Rousse, D. Larcher, H. Vezin, M. L. Doublet and
J. M. Tarascon, Nat. Energy, 2017, 2, 954–962.

8 J. H. Cavka, S. Jakobsen, U. Olsbye, N. Guillou, C. Lamberti,
S. Bordiga and K. P. Lillerud, J. Am. Chem. Soc., 2008, 130,
13850–13851.

9 S. Jakobsen, D. Gianolio, D. S. Wragg, M. H. Nilsen,
H. Emerich, S. Bordiga, C. Lamberti, U. Olsbye, M. Tilset
and K. P. Lillerud, Phys. Rev. B: Condens. Matter Mater.
Phys., 2012, 86, 1–11.

10 D. Sun, Y. Ke, D. J. Collins, G. A. Lorigan and H. C. Zhou,
Inorg. Chem., 2007, 46, 2725–2734.
This journal is © The Royal Society of Chemistry 2020

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d0sc02515a


Edge Article Chemical Science

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

2 
cz

er
w

ca
 2

02
0.

 D
ow

nl
oa

de
d 

on
 0

6.
02

.2
02

6 
12

:2
6:

30
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n 
3.

0 
U

np
or

te
d 

L
ic

en
ce

.
View Article Online
11 M. Kramer, U. Schwarz and S. Kaskel, J. Mater. Chem., 2006,
16, 2245–2248.

12 O. Kozachuk, K. Yusenko, H. Noei, Y. Wang, S. Walleck,
T. Glaser and R. A. Fischer, Chem. Commun., 2011, 47, 8509.

13 W. Zhang, K. Freitag, S. Wannapaiboon, C. Schneider,
K. Epp, G. Kieslich and R. A. Fischer, Inorg. Chem., 2016,
55, 12492–12495.

14 T. Pal, T. Kambe, T. Kusamoto, M. L. Foo, R. Matsuoka,
R. Sakamoto and H. Nishihara, Chempluschem, 2015, 80,
1255–1258.

15 T. Pal, S. Doi, H. Maeda, K. Wada, C. M. Tan, N. Fukui,
R. Sakamoto, S. Tsuneyuki, S. Sasaki and H. Nishihara,
Chem. Sci., 2019, 10, 5218–5225.

16 C. Bellitto, A. Flamini, L. Gastaldi and L. Scaramuzza, Inorg.
Chem., 1983, 22, 444–449.

17 H. Kitagawa, N. Onodera, J. S. Ahn, T. Mitani, K. Toriumi and
M. Yamashita, Synth. Met., 1997, 86, 1931–1932.

18 H. Miyasaka, T. Izawa, N. Takahashi, M. Yamashita and
K. R. Dunbar, J. Am. Chem. Soc., 2006, 128, 11358–11359.

19 N. Motokawa, H. Miyasaka, M. Yamashita and K. R. Dunbar,
Angew. Chemie Int. Ed., 2008, 47, 7760–7763.

20 I. F. Chen, C. F. Lu and W. F. Su, Langmuir, 2018, 34, 15754–
15762.

21 H. Taube, Chem. Rev., 1952, 50, 69–126.
22 T. Devic and C. Serre, Chem. Soc. Rev., 2014, 43, 6097–6115.
23 A. B. Brignole, F. A. Cotton, Z. Dori and G. Wilkinson, in

Inorganic Syntheses, 2007, vol. XIII, pp. 81–89.
24 D. E. Jaramillo, D. A. Reed, H. Z. H. Jiang, J. Oktawiec,

M. W. Mara, A. C. Forse, D. J. Lussier, R. A. Murphy,
M. Cunningham, V. Colombo, D. K. Shuh, J. A. Reimer and
J. R. Long, Nat. Mater., 2020, 19, 517–521.

25 M. E. Ziebel, L. E. Darago and J. R. Long, J. Am. Chem. Soc.,
2018, 140, 3040–3051.

26 S. P. Gubin, S. A. Smirnova, L. I. Denisovich and
A. A. Lubovich, J. Organomet. Chem., 1971, 30, 243–255.

27 A. Weiss, E. Riegler and C. Robl, Z. Naturforsch. B, 1986, 41,
1501–1505.

28 T. T. Luo, Y. H. Liu, H. L. Tsai, C. C. Su, C. H. Ueng and
K. L. Lu, Eur. J. Inorg. Chem., 2004, 2, 4253–4258.

29 B. F. Abrahams, T. A. Hudson, L. J. McCormick and
R. Robson, Cryst. Growth Des., 2011, 11, 2717–2720.

30 M. Atzori, S. Benmansour, G. Mı́nguez Espallargas,
M. Clemente-León, A. Abhervé, P. Gómez-Claramunt,
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