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A roadmap for ammonia synthesis via
electrocatalytic reduction of nitric oxide

Haoxuan Jiang,a Adel Rezaeimotlagh,b Sahar Nazari,b Renwu Zhou,*a Tianyu Li,a

Jingwen Huang,a Dorna Esrafilzadeh c and Ali R. Jalili *b

Electrifying ammonia production demands modular systems powered entirely by renewable energy,

eliminating dependence on fossil-derived hydrogen. This perspective argues that coupling non-thermal

plasma oxidation of air to nitric oxide (NO) with five-electron electrocatalytic NO-to-NH3 reduction

(NORR) is a promising, energy-efficient and cost-realistic pathway. Drawing on lessons from mature

electrochemical platforms, we identify the key mechanistic challenges and system-level gaps and

translate them into targeted engineering strategies bounded by explicit techno-economic constraints.

Our density functional theory analysis reveals a hidden bottleneck in nitrate-based pathways: slow nitrite

desorption in an eight-electron/nine-proton deoxygenation and hydrogenation cascade, which NORR

circumvents. To achieve industrially relevant rates and selectivity, we quantify the engineered reaction

microenvironment, clarify associative versus dissociative pathways, and emphasise the role of gas-fed

membrane assemblies and flow-by gas-diffusion electrodes. We also address integration, durability, and

electrolyser design compatible with scale-out plasma–electrolyser architectures and set performance

targets linked to TRLs. Finally, integrated techno-economic modelling indicates that NORR can reach

cost parity with Haber–Bosch supplied by electrolytic hydrogen by B2035, with the potential to capture

B1–5% of the global ammonia market by 2050 via distributed, modular deployment.

Broader context
Decarbonising fixed-nitrogen production has emerged as a cornerstone of both climate-neutral agriculture and future energy systems, yet global ammonia
supply remains dominated by the fossil-intensive Haber–Bosch process. Electrified processes could break this fossil dependence by synthesising ammonia
directly from renewable electricity under ambient conditions. Yet current electrochemical routes remain hampered: direct N2 reduction must overcome the
formidable NRN bond, whereas nitrate pathways contend with dilute feedstocks and multistep oxygen-removal sequences. This perspective advances a
strategically intermediate alternative that couples atmospheric–pressure non-thermal plasma oxidation of air to nitric oxide with a five-electron electrocatalytic
NORR step. By integrating fresh, constant-potential DFT insights, system-wide kinetic modelling, and a unified techno-economic analysis, we construct a
milestone-driven roadmap that translates molecular reactivity into process-relevant targets and technology-readiness benchmarks. The discussion encom-
passes plasma-reactor efficiency, electrocatalyst design, triple-phase boundary engineering, and gas-handling architectures while emphasising the economic
and operational advantages of modular electrochemical stacks, whose scale-out deployment naturally aligns with variable renewable power and decentralised
production. Parallels with the rapid learning curves of PEM water electrolysis and CO2-to-CO GDE cells provide realistic, time-stamped performance horizons,
highlighting how coordinated plasma-electrolyser co-design can unlock cost parity with electrolyser-assisted Haber–Bosch well before mid-century. By uniting
cross-disciplinary lessons with a charted commercial trajectory, the perspective aims to galvanise collaboration among researchers, engineers, and industry to
realise a resilient, fossil-free ammonia economy.

1. Challenge and opportunity for
electrified ammonia production

At the intersection of climate stability, energy resilience, and
food security, ammonia presents a unique vector for addressing
global challenges. It sustains approximately half of the world’s
food supply, supports dispatchable power generation through
co-firing technologies, and emerges as a versatile, carbon-free
hydrogen carrier.1–5 Currently, global ammonia production,
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exceeding 200 million tonnes annually, overwhelmingly relies
on the Haber–Bosch process, an industrial marvel from the
early 20th century now increasingly viewed as a substantial
environmental burden.6,7 Conventional Haber–Bosch plants,
predominantly centralized and tethered to fossil fuel-rich loca-
tions, consume roughly 22 GJ per tonne of ammonia and emit
about 1.2 tonnes of CO2 per tonne of NH3, operating under
harsh conditions of 350–450 1C and 100–150 bar.8–10

However, the twenty-first-century energy transition is
reshaping the economics of chemical synthesis.11 Electrification
is no longer restricted to high-value niches; it is now modularised,
containerised, and scaled using repeatable factory-built units.12,13

In 2023, green hydrogen electrolyser capacity doubled to 1.4 GW,
and global manufacturing lines expanded to 25 GW year�1,
indicating a shift towards decentralised, demand-responsive
deployment.14 These units are not only less capital-intensive
and more geographically flexible than giga-scale incumbents,
but they can also perform millisecond-scale load-following to
match the intermittent nature of solar and wind.15,16 Ammonia,
in contrast to hydrogen, is significantly more compatible with this

modularity.17,18 It liquefies at 9 bar and ambient temperature
(compared to 70 MPa or �253 1C for H2),4,19 stores 12.7 MJ L�1,
delivers 176 kg H2 tlq

�1 and can be transported via existing
ammonia and LPG infrastructures.20–23

Electrifying ammonia synthesis offers a double benefit: it
decarbonises the most significant industrial hydrogen sink and
provides a high-density, long-duration storage medium for
renewable energy. However, translating this potential into a
practical process necessitates a novel synthesis pathway.24 Early
efforts focused on direct N2 electroreduction at ambient con-
ditions, but theoretical and practical bottlenecks were quickly
identified. The 941 kJ mol�1 NRN bond,25–27 B10 eV HOMO–
LUMO gap,28,29 and low aqueous solubility (0.6 mM) hinder
reactivity. Even with optimised catalysts, current densities are
below one mA cm�2, with faradaic efficiencies typically
under 1%.28

Li-mediated nitrogen reduction (Li-NRR) has shown signifi-
cant laboratory metrics, making it a promising alternative.
By plating Li0 onto a porous cathode, N2 can be cleaved via a
Li3N intermediate, enabling near-quantitative faradaic efficiencies
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and high current densities in pressurized batch systems.30 Yet
these gains come at a steep energy cost. The E�3 V Li-plating
step drives the net specific energy beyond 140 GJ t�1 NH3, limiting
overall energy efficiency to B28%, an order of magnitude higher
than Haber–Bosch, which would require a cell potential below
0.38 V to match.31 Moisture-sensitive, low-conductivity organic
electrolytes further inflate ohmic losses and operating complexity,
while growing lithium demand in the battery sector constrains
supply. Recent techno-economic analyses therefore treat Li-NRR
primarily as an upper-bound benchmark for single-cell perfor-
mance: projected levelized ammonia costs remain above USD
3000 t�1 NH3, well outside the parity window for large-scale
deployment.32

These limitations have motivated research toward nitrogen-
oxide pathways, such as nitrate electroreduction (NO3RR),
leveraging the weaker N–O bond and mature proton-exchange
technologies as a more practical route to achieving cost-
competitive electrified ammonia production.33 Laboratory-
scale systems demonstrated promising performance (hundreds
of mA cm�2 and high selectivity).34,35 Nevertheless, the viable
feedstocks, including wastewater and agricultural runoff, con-
tain nitrate concentrations ranging from 0.1 to 1 mM.36 Even
with full conversion, the resulting ammonium concentrations
are low, necessitating energy-intensive separation.37 Further-
more, complex electrolyte conditions of nitrate-rich waste can
destabilise surface intermediates like NO2*, leading to a rapid
loss of activity. Moreover, field trials under realistic pH varia-
tions and contaminant levels reveal activity reductions of
30–50% within days, underscoring how nitrogen source
complexity challenges laboratory-optimised catalysts.38 While
waste-nitrate electroreduction offers an elegant route for
localised environmental remediation, it is fundamentally

constrained by the dilute and inconsistent nature of available
nitrate streams.39 Consequently, it is unlikely to substantially
contribute to the decarbonisation of the 200 Mt year�1 global
ammonia sector.40 It should be considered a niche solution
rather than a viable pathway to displace the Haber–Bosch
process at a large scale.

Modern non-equilibrium plasma systems use electrons at
1–3 eV while maintaining gas temperatures near 300 K, unlike
the 1903 Birkeland–Eyde arc that required over 10 MJ mol�1 to
produce NO in thermal plasmas above 3000 K.41 These vibra-
tionally excited N2 molecules react selectively with O atoms via
the Zeldovich mechanism, producing NO while suppressing
back-reactions.42 Theoretical studies indicate that energy costs
as low as 0.2 MJ mol�1 NO could be achievable under ideal
conditions. In practice, however, gliding arcs, nanosecond
pulsed discharges, and microplasma arrays typically report
energy consumptions in the 1–3 MJ mol�1 range.43,44 Further
improvements are possible through strategies such as pulsed
power shaping, after-cooling catalysts, and rapid quenching.

Plasma-generated NO can then be electrochemically reduced
to ammonia via NORR, a five-electron/proton process that
bypasses the complex deoxygenation pathway of NO3RR and
avoids *NO2 desorption. The initial reduction step (*NO -

*NOH) has a low barrier of approximately 0.45 eV,45,46 and the
reaction occurs at favorable potentials (+0.71 V vs. RHE),
effectively suppressing hydrogen evolution. Recent experiments
show growing alignment with theory: membrane-electrode
assemblies (MEAs) fed with 1–2% NO achieve current densities
of 100–150 mA cm�2 and faradaic efficiencies up to 96%.47–49

Because NORR occurs at the gas-ionomer-catalyst triple-phase
boundary, ammonia exits in gas form, allowing direct conden-
sation and avoiding energy-intensive salt separation steps.50
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Fig. 1a and b presents a schematic of the decoupled, two-step
modular process, separating NO formation from electrochemi-
cal ammonia synthesis. Because NO yield is maximised at short
residence and rapid quench, scaling by numbering-up micro-
plasmas (kW-class modules) is preferred: enlarging a single
reactor increases residence, favours NO - N2 + O2/NO2 recom-
bination, and drives non-uniform fields that erode energy
efficiency (Fig. 1c).

However, NO–NH3 systems introduce a distinct set of inte-
gration challenges. Plasma effluents typically contain only
0.5–5% NO, along with residual O2 and NO2 that must be
eliminated to avoid reoxidation and competitive side reactions
during electroreduction.51 This necessitates precise gas purifi-
cation using pressure-swing adsorption, membrane separation,
cryogenic pervaporation, or fundamental changes to the
plasma reactor to improve NO selectivity and suppress second-
ary oxidants. Future research must match the plasma output
composition to the downstream electrolyser’s narrow operating
tolerances, ensuring that NO concentration, purity, and flow
stability are within the optimal window for triple-phase bound-
ary reduction.52 Simultaneously, humidity control remains
critical: excess water vapour causes NO disproportionation to
nitrite, whereas insufficient hydration degrades membrane
conductivity. Existing proton-exchange membrane (PEM) fuel
cell and CO2 electrolyser solutions, including tailored flow-field
architectures and gas diffusion electrodes (GDEs), perfluori-
nated ionomer coatings, and microchannel NH3 condensers,
can be adapted with minimal redesign.53 However, both units
must be designed in tandem to achieve stable, high-yield
ammonia production with a fully integrated plasma–electro-
lyser module.

This perspective advances NORR as the most feasible
and technologically promising route to electrified ammonia,
grounded in rigorous microenvironment characterisation,
quantitative techno-economic assessment, and whole-system
engineering. Building on recent theoretical, computational,
and experimental advances, we set out a structured, techno-
economically constrained roadmap for modular, integrated
plasma–electrolyser systems: Section 2 establishes the thermo-
dynamic and kinetic foundations of ammonia electrosynthesis;
Section 3 develops the engineered reaction microenvironment,
encompassing mass transfer, interfacial pH and water activity,
and nitric oxide solubility and speciation, and translates these
insights into high-performance electrochemical interfaces;
Section 4 translates the quantified microenvironmental and
engineering constraints into forward-looking catalyst design
strategies, linking adsorption and pathway considerations to
materials classes and architectures that operate under NORR
conditions and remain compatible with the system-integration
requirements; Section 5 addresses system integration and stack
architecture, converting microenvironment-informed targets
into practical electrolyser design rules and stack-level perfor-
mance milestones; and Section 6 closes with a detailed techno-
economic analysis, scaling out and a realistic market-entry
strategy. Together, these elements define a practical roadmap,
anchored to cost-realistic targets, to accelerate the transition

toward sustainable, distributed, and decarbonised ammonia
production.

2. Oxidation states of nitrogen
2.1 Thermodynamic-kinetic hierarchy: why nitric oxide is the
sweet spot

Electrochemical nitrogen conversion depends critically on the
choice of nitrogen oxidation state, which must strike a balance
between thermodynamic accessibility, kinetic favorability, and
system integration. As shown in Fig. 2, the nitrogen sources,
arranged in order of decreasing oxidation state, include nitrate
(NO3

�, +5) and nitrite (NO2
�, +3) from industrial emissions/

wastewater, nitric oxide (NO, +2) generated by non-thermal
plasma, and atmospheric dinitrogen (N2, 0). On the catalyst
surface, all of these species undergo multi-electron–multi-
proton stepwise reduction to NH3. Fig. 2 also depicts the
progressive gradient in proton and electron consumption,
number of reaction steps, and bond activation difficulty among
the different nitrogen sources.

Dinitrogen (N2, oxidation state 0) is inert by design: its
941 kJ mol�1 triple bond and B10 eV HOMO–LUMO gap
confers extreme thermodynamic stability,27,29 while its weak
metal–surface interactions and sluggish *N2 - *NNH activa-
tion restrict current densities to the milliampere scale.54 On the
opposite end, nitrate (NO2

�, +5) and nitrite (NO2
�, +3) are

highly oxidised and must be deoxygenated through long,
branched reaction networks that demand stringent control of
pH, potential, and proton flux. These intermediates are prone
to side reactions, including nitrite desorption and N2O evolu-
tion, making them difficult to reduce selectively at scale.55–57

Nitric oxide (NO, +2) offers a redox compromise. Its NQO
bond (607 kJ mol�1) is weaker than the NRN bond but strong
enough to preserve molecular integrity upon adsorption.58

Critically, its open-shell electronic configuration, an 11-
valence-electron system with a half-filled p* orbital, enables
facile electron transfer through both back-donation from
transition-metal d-bands and forward donation into bonding
states.58–60 The electron affinity (B0.02 eV) and moderate
ionisation energy (B9 eV) position NO as uniquely receptive
to charge transfer, unlike N2 (�1.9 eV EA), and substantially
more reactive than nitrate or nitrite, which require pre-
reduction or deoxygenation before hydrogenation.61,62 As a
result, the activation barrier for the first protonation step
(*NO - *NOH) is reduced to just 0.35–0.45 eV, a threshold
significantly below that of *N2 or *NO3 activation.63

The +2 oxidation state of NO simplifies the reaction topo-
logy. Rather than traversing eight- or nine-electron cascades
with multiple labile intermediates, NO reduction proceeds via
a five-electron/five-proton sequence, NO* - NOH* - NHO*/
NH* - NH2* - NH3, comprising largely neutral or weakly
polar species.64,65 These intermediates remain surface-
bound, with minimal susceptibility to pH or field-induced
desorption.66–68 Furthermore, the absence of charged oxyge-
nates eliminates proton-coupled side reactions and simplifies
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Fig. 1 Modular plasma–electrocatalytic pathway for sustainable ammonia synthesis. A renewable-powered non-thermal plasma oxidises air to 1–5 vol%
NO (B1–3 MJ mol�1), which feeds a gas-fed MEA where NO + 5H+ + 5e� - NH3 at 100–500 mA cm�2 (a) and (b). (c) Scaling strategy: scale-out of
short-residence, rapidly-quenched kW-class modules maintains NO selectivity and lowers recombination; scale-up to a single large vessel lengthens
residence, accumulates NO/O2/NO2 and hot zones, promotes reverse chemistry, complicates uniform power coupling/heat removal, and creates single-
point-failure risk, so numbering-up best supports TRL, compatible better with intermittent renewable energies and support modular deployment.
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interface design, particularly for membrane systems operating
in mildly acidic or neutral environments.69

These thermodynamic and kinetic advantages manifest at
the device level. In gas-fed membrane–electrode assemblies
supplied with 1–2% NO, partial NH3 current densities above
100 mA cm�2 and faradaic efficiencies exceeding 60% have
been routinely achieved at cell voltages where nitrate systems
remain mass-transport limited.70 Furthermore, operating
NORR entirely in the gas phase lets NH3 be condensed directly,
eliminating any brine-handling step.

In CO2 reduction, the transformation of CO2 to CO (*CO2 -

*COOH - *CO) substantially lowers the activation barrier for
further hydrogenation reactions, analogous to how *NO inter-
mediates in NO reduction avoid the need for complete deox-
ygenation and reduce the electron–proton burden of the overall
transformation.71,72 Both CO and NO occupy intermediate
oxidation states, with open-shell or partially filled orbitals
that facilitate charge transfer to catalyst surfaces and unlock
favourable reaction energetics. In CO2-to-CO-to-C2

+ electro-
reduction,73 the CO intermediate allows for 4100 mA cm�2

partial current densities and direct gas–solid–liquid triple-
phase boundary control. This fundamental knowledge and
these system design principles are directly applicable to NORR
systems.

This analogy underscores the broader insight that inter-
mediate oxidation state molecules, whether NO or CO, act as
‘‘reaction enablers’’ by circumventing the formidable barriers
of fully oxidised precursors (NO3

� or CO2) and offering a more
streamlined, energetically accessible reaction coordinate.
Accordingly, the strategic focus on NO electroreduction in
ammonia synthesis aligns with the same fundamental design
paradigm proven in CO2RR: leveraging intermediate redox
species to reduce reaction complexity, optimise selectivity,
and harness gas-phase reaction interfaces for modular, scalable
system integration.

2.2 Reaction-network complexity: contrasting nitrate, nitrite
and nitric oxide routes

The appeal of nitrate electrochemical reduction lies in its
apparent thermodynamic advantage: the N–O bond in NO3

�

is significantly weaker than the NRN bond in dinitrogen,
allowing activation at lower overpotentials.74 Yet this advantage
is offset by a complexity penalty. Reducing nitrate to ammonia
requires nine protons and eight electrons delivered through a
highly branched sequence involving at least thirteen adsorbed
intermediates, NO3*, HNO3*, NO2*, NO2H*, NO*, NOH*, NH*,
NH2*, and their oxygenated or protonated variants, each with
distinct kinetics, coverage effects, and pH sensitivity.35 Micro-
kinetic modelling and experimental data converge on two
critical barriers: the initial proton-coupled electron transfer
from NO3* to HNO3*, and the N–O bond cleavage in NO2H*,
both of which dominate the reaction rate in the mildly acidic to
neutral pH regime commonly used to stabilise nitrate and
suppress nitrite disproportionation.

Selectivity loss is an endemic problem. NO2*, though a
required intermediate, is metastable on most catalytic surfaces.
When its surface coverage exceeds B0.1 monolayer, it readily
desorbs as nitrite, which either accumulates in the electrolyte
or migrates downstream, competing for active sites and rerout-
ing the catalytic flux.69,75 This dynamic destabilisation is exa-
cerbated under real-world conditions. Field tests confirm that
these complex intermediates destabilize under real-world pH
and contaminant variations, creating persistent selectivity chal-
lenges in practical nitrate electroreduction.

Nitrite reduction condenses the electron–proton require-
ments by one pair but retains substantial complexity. The
NO2* intermediate still undergoes branching: it can be hydro-
genated to NO*, desorb as gaseous NO, or couple to form
N2O.76–78 The latter pathway becomes dominant in concen-
trated alkaline media, diverting current away from ammonia.
Restoring selectivity in such conditions often necessitates

Fig. 2 Electroreduction pathways for ammonia synthesis from nitrogen species at different oxidation states, (a) N2 (0), (b) NO (+2), and (c) NO3
� (+5),

along with their respective sources, bond dissociation energies (kJ mol�1), overall reduction stoichiometries, and first-step adsorption free energies.
Sphere colours denote nitrogen (blue), oxygen (red), and hydrogen (white).
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pulse-modulated waveforms to rebalance intermediate cover-
age and suppress parasitic N–N coupling.79 Proton manage-
ment further complicates nitrite conversion. At elevated current
densities, hydroxide accumulation near the cathode depletes
local proton activity and elevates the barrier for water dissocia-
tion. This shifts the entire reaction free-energy profile uphill by
more than 400 kJ mol�1 relative to acidic operation.80 Buffering
can stabilise pH, but it introduces trade-offs: elevated salt
concentrations and ohmic resistance, both of which complicate
downstream ammonia separation.50 Moreover, buffering does
not prevent localised pH gradients that destabilise adsorbed
NO2* and NOH*, especially in flow systems.

In CO2 reduction, the transformation of CO2 to CO bypasses
the formidable activation barrier of the fully oxidised CO2 and
leverages the intermediate oxidation state of CO to enable
selective hydrogenation and carbon–carbon coupling. This
paradigm has been extensively validated in gas-diffusion archi-
tectures that maintain high local concentrations of CO and
stabilise intermediates against competitive desorption.81 The
parallels to nitrate and nitrite reduction are striking: NO, like
CO in CO2RR, is an intermediate oxidation state that avoids the
deoxygenation bottlenecks and intermediate destabilisation
inherent to nitrate and nitrite pathways. Leveraging this ana-
logy can guide catalyst design and reactor engineering to
stabilise critical intermediates and maintain high selectivity,
directly informing NORR development.

2.3 Mechanistic bifurcation: dissociative and associative
NORR pathways

Having established that NO circumvents the extensive deoxy-
genation and proton-coupled electron transfer burdens of
nitrate and nitrite pathways, we now turn to the mechanistic
nuances that define how NO reduction proceeds selectively and
efficiently. The five-electron conversion of NO to NH3 can occur
via two fundamentally distinct reaction pathways, with their
relative predominance determined by the identity of the
catalyst, the applied potential, and the local availability of
hydrogen. The dissociative pathway produces surface-bound
N* and O* that are then hydrogenated when the adsorbed
molecule immediately undergoes N–O bond scission following
coordination.66,67 Quantum chemical calculations indicate that
the intrinsic cleavage barrier is approximately 0.9–1.1 eV
for noble metals, while it can be as low as 0.4 eV for early-
transition nitrides and carbide-derived MBenes like WB, where
back-donation into the antibonding p* orbital both elongates
the N–O bond and stabilises the resultant adatoms.50 Upon
dissociation, the nitrogen atom adheres to the established
sequence N* - NH* - NH2* - NH3, concurrently reducing
O* to water. The primary benefit is that distal hydrogenation of
a strongly bound N* inhibits the desorption of partially hydro-
genated intermediates, achieving near-quantitative faradaic
efficiency at low overpotentials when cleavage occurs rapidly.
The penalty serves as the catalyst specificity: materials that
sufficiently weaken the N–O bond frequently bind O* so
strongly that the removal of product water becomes rate-
limiting or induces oxide formation.

The associative pathway bypasses this cleavage penalty by
hydrogenating the intact NO molecule via NOH*, HNO*, and
NH2OH* intermediates prior to the ultimate N–O bond
cleavage.66 The energy barrier for the initial proton-coupled
electron transfer to generate NOH* on coinage metals and
single-atom Cu or Fe centres is merely 0.3–0.5 eV;82 however,
the subsequent dehydration of NH2OH* to NH* may surpass
0.8 eV, making that step the kinetic bottleneck. Due to the
incomplete reduction of early intermediates, N–N coupling to
N2O or disproportionation to NO2

� becomes competitive at
concentrations exceeding approximately 5% NO, necessitating
gas-phase operation with dilute feeds to achieve high selec-
tivity.70 The associative pathway is enhanced by dynamic hydro-
gen coverage: constant-potential ab initio dynamics demon-
strate that alternating high- and low-proton conditions
synchronise NOH* formation with N–O bond cleavage, a prin-
ciple recently utilised in square-wave pulsed electrolysis to
elevate partial NH3 currents beyond 200 mA cm�2 on MnB
nanoflakes.50

Together, the two pathways define a mechanistic window:
when DG*NO is moderate, the free-energy span is shared
between N–O cleavage and the first hydrogenation, yielding a
shallow apparent Tafel slope.83,84 The branching ratio is set by
interfacial H* coverage85 and NO activity.86 These two pathways
set distinct electronic and coverage requirements that we later
translate into materials and interface choices.

2.4 Hydrogen-transfer mechanisms: Tafel versus Heyrovsky
control

The delivery of hydrogen equivalents to adsorbed intermediates
is the most important elementary act in nitric oxide electro-
reduction. Two established pathways proposed: the Tafel path-
way, wherein hydrogen atoms pre-adsorbed on the catalyst
surface migrate to or are abstracted by NO-derived species,
and the Heyrovsky pathway, in which protons from the electro-
lyte react with an electron at the surface during the
reaction.87,88 While both mechanisms yield identical product
stoichiometry, they impose different kinetic and selectivity
limitations influenced by the electronic structure of the
catalyst, the applied potential, and the pH of the electrolyte.

The Tafel pathway predominates in platinum-group metals.
Hydrogen adsorption is quasi-reversible and incurs an enthal-
pic penalty of approximately 0.25 eV, resulting in millisecond
surface coverages of 0.2–0.5 monolayers even at moderate
overpotentials. Infrared reflection–absorption spectroscopy
indicates that H* species engage in end-on interactions with
NO* to produce NOH* in a barrierless or sub-0.2 eV process;89

however, the elevated hydrogen coverage enhances the compet-
ing H* + H* - H2 recombination, thereby constricting the
potential range for selective NORR. To inhibit H2 evolution, one
must either employ alloying (such as Pt–Hg or Pt–Bi) to
differentiate between NO and H adsorption sites or function
in mildly acidic polymer electrolytes, where proton transport,
rather than surface coverage, constrains HER kinetics.90

Copper, iron, and manganese-based catalysts promote the
Heyrovsky mechanism at similar potentials.91,92 DFT constant-
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Fig. 3 DFT modelling of electroreduction of highly oxidised nitrogen pathways to ammonia and kinetic desorption sinks. (a) Schematic illustrations of
associative and dissociative nitrate electroreduction pathways on Cu(100), capturing key proton-coupled electron transfer steps and the evolution of
*NO2, *NO, and *O intermediates toward NH3 formation or desorption events, with green arrows indicating desorption events and blue arrows marking
water formation and the continuation of the reaction pathway. Reaction coordinate diagrams for the nine dissociative (b) and two associative
(c) pathways, highlighting transition-state energies (DG‡) and reaction free energies (DG) for hydrogenation, N–O scission, and desorption events, with
green and purple lines indicating desorption of *NO2 and NO, respectively.
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potential calculations identify the transition state for the distal-
Heyrovsky protonation of NO* at 0.35–0.45 eV, marginally
exceeding the Tafel analogue but achieved at reduced surface
hydrogen coverage, thus alleviating HER.93 Operando Raman
experiments on Cu(111) demonstrate a kinetic isotope effect of
2.1 when D2O is substituted for H2O, supporting a rate-limiting
proton-coupled electron transfer instead of H* recombination.
The equilibrium between these two pathways is highly depen-
dent on pH: increasing the bulk pH94 by two units reduces the
Heyrovsky overpotential by approximately 120 mV (due to the
Nernstian term) while the Tafel barrier remains relatively
constant, thereby favouring Heyrovsky-controlled NH3 synthesis
in alkaline or buffered neutral environments.

Coverage and potential oscillations add another layer of
complexity.95 Square-wave pulsed electrolysis, which alternates
between a cathodic phase (to enrich the surface with H*) and a
mild anodic phase (to desorb excess H2 and re-adsorb NO), has
doubled the partial NH3 currents on MnB nanoflakes compared
to steady-state bias, illustrating that the dynamic synchronisa-
tion of the two pathways can exceed the Sabatier optimum
of static operation.95 Strategies adapted from membrane–
electrode CO2 electrolysers, including duty-cycle-controlled
humidification and ionomer gradients, provide further
mechanisms for modulating local proton activity and influen-
cing the Tafel/Heyrovsky dynamics.

2.5 Hidden desorption sink: *NO2 escape in electroreduction
of highly oxidised nitrogen

Selective ammonia synthesis from nitrate or nitrite hinges on
keeping the *NO2 intermediate surface-bound long enough for
hydrogenation. Evidence from gas-fed flow reactors shows that
this condition is not trivially met. Yuan et al. showed that
increased superficial gas velocity in a 200 mA cm�2 membrane–
electrode assembly correlates linearly with nitrite escape, high-
lighting that convective desorption can outpace hydrogenation
at residence times below approximately 300 ms.96 Jia et al.
mitigated the problem with a Cu/Ag–Ru tandem that chemi-
sorbs nitrite strongly on Ru; a Ru-free Cu/Ag control accumu-
lated millimolar nitrite under identical flow.80 Most DFT
studies report only relative free energies and often presume
barrierless hydrogenation when DG(*NO2H) o DG(NO2(g)).
Where transition-state searches exist, hydrogenation barriers
of 0.60–0.85 eV are consistently higher than the 0.35–0.45 eV
estimated for desorption under alkaline shear.97 Our flow-cell
experiments corroborate this kinetic preference, showing per-
sistent nitrite breakthrough above 50 mA cm�2 despite quanti-
tative nitrate conversion in batch H-cells.98

To quantify how often the desorption route wins, we
mapped eleven mechanistic pathways for nitrate electroreduc-
tion on Cu(100) (Fig. 3) using climbing-image NEB calculations.
Nine proceed through dissociative adsorption (*NO2 + *O),
while two follow an associative sequence in which nitrate
adsorbs intact.99 In the dominant dissociative pathways, the
activation energy for *NO2 - NO2(g) (E0.32 eV) is 0.10–0.25 eV
lower than hydrogenation to *NO2H (E0.41 eV), so kinetic
control, rather than thermodynamics, determines the fate of

*NO2.100 Later in the cascade, the barriers and reaction free
energies for NO(g) release also fall below those for further
proton-coupled electron transfer, making desorption the pre-
vailing sink when proton activity is limited.

However, this issue is potentially solvable via intelligent
catalyst and electrode design. Recent studies on high-entropy
liquid–metal alloy catalysts highlight that carefully engineered
multi-element active sites can finely tune adsorption energies
of intermediates, thereby suppressing unwanted desorption
pathways and enhancing selectivity.101 Moreover, strategies
successfully employed in CO2 electroreduction, such as opti-
mized microenvironments, rapid proton delivery systems, and
tailored gas-phase reactor architectures, offer valuable insights
for mitigating NO2 desorption.

Nitric oxide bypasses these complications. NORR starts at
the +2 oxidation state and needs only a single deoxygenation
step. Five sequential proton–electron pairs (NO* - NOH* -

NH* - NH2* - NH3) dominate under practical overpotentials;
competing N–N coupling pathways emerge only at NO partial
pressures 40.5–5% produced by typical non-thermal plasma
reactors.102 With no oxygenated anions, local pH remains near
the membrane value, and water activation is never rate-
limiting. Consequently, NORR can be implemented in a PEM-
like MEA that focuses on humidity regulation and O2 exclusion,
challenges already solved in CO2 electrolysers,103,104 whereas
nitrate electrolysis must juggle pH buffers, ion-exchange zones,
and pulsed waveforms to shepherd intermediates.105,106

3. Electrochemical interfaces and
electrolyte engineering

Building on the molecular simplicity of the five-electron NO
reduction pathway, we now address the engineering impera-
tives, electrolyte selection, interface hydration, and NO mass
transfer, needed to translate this mechanistic advantage into
practical devices. Fig. 4 summarises the core design principles
and outstanding challenges related to electrochemical inter-
faces and electrolyte management in NORR, while Fig. 5 illus-
trates how these strategies have been implemented in recent
literature. In general, precise regulation of proton activity is
required to maintain the potential 50–80 mV below the onset of
the hydrogen evolution reaction (HER), thereby ensuring the
preferential reduction of NO. Simultaneously, maintaining
a membrane hydration level above 95% and controlling the
local pH near the membrane’s isoelectric point (pH 5–6) are
essential for minimizing resistance and suppressing hydroxide
intrusion. From the perspective of mass transport, given the
limited solubility of NO in aqueous media, enhancing its
interfacial concentration to the range of 10–50 mM through
gas diffusion electrode structures or pressurization is crucial
for sustaining catalytic activity. Lastly, electrolyte composition,
including strong acids, strong bases, neutral buffers, and ionic
liquids, must be carefully selected to achieve a synergistic
balance between catalytic selectivity, HER suppression, and
device scalability.

Energy & Environmental Science Perspective

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

1 
ag

os
to

 2
02

5.
 D

ow
nl

oa
de

d 
on

 1
6/

03
/2

02
6 

19
:5

8:
46

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d5ee03443d


9382 |  Energy Environ. Sci., 2025, 18, 9373–9422 This journal is © The Royal Society of Chemistry 2025

3.1 Proton budget and pH management

Efficient electrochemical reduction of nitrogen oxides hinges
on an electrolyte that can deliver protons to the cathode in
lockstep with the faradaic current while simultaneously remov-
ing the hydroxide generated by charge balance.63 In aqueous
nitrate cells, each electron consumes one proton and releases
OH�, causing the local cathode pH to rise above 12 within five
minutes when the current density exceeds approximately 50 mA
cm�2.107 Operando fibre-optic probes confirm that the acidifi-
cation of the anode imposes a thermodynamic penalty of
B0.40 MJ mol�1 NH3 and, by infrared tracking, strips *NO2

and *NOH coverages on Cu and Ni by B40% in 24 hours.
Producing one tonne of NH3 day�1, assuming 100% electrolyser
efficiency, implies the anode must split approximately 33 kg
H2O h�1 (794 kg H2O day�1). Every additional 0.10 V across the
interface, whether from bubble masking or carbonate fouling,
adds at least 50 kWh t�1 NH3 (3.06 MJ mol�1).

Flooding the cell with acid can accelerate HER and dissolve
earth-abundant catalysts, while strong alkaline buffers reduce
the equilibrium potential to 60 mV pH�1 and promote N2O
formation. Neutral phosphate or borate delays the problem
only to E20 mA cm�2. Outer-sphere shuttles like Fe(II)–EDTA
temporarily increase local NO3

� activity, but scale-up is hin-
dered by oxidative fragility and assay interference.108 Ionic
liquids inhibit HER and absorb millimolar NO, but their
viscosity and cost preclude large-scale use.

The nitric oxide pathway rewrites this balance sheet. Because
NO is already in the +2 oxidation state, NORR terminates after
5 proton–electron pairs, producing no bulk hydroxide. A
membrane–electrode assembly uses a solid polymer electrolyte
to transport protons from a humidified anode. The cathode
operates near the membrane isoelectric point (pH E 5–6),

preventing Donnan-driven OH� incursion.109 Keeping the dew
point 5–10 1C lower than the cell temperature of 60–80 1C
maintains 495% membrane hydration, keeps area-specific
resistance under 30 mO cm2, and reduces NO disproportiona-
tion. Under these conditions Singh-Morgan et al. maintained
150–200 mA cm�2 partial NH3 current for 100 h with o1% loss.

The theoretical water-splitting requirement is reduced from
237 kWh to 132 kWh t�1 NH3 by lowering the proton budget
from nine to five.110 However, this figure represents only the
ideal thermoneutral potential for water-splitting-derived pro-
tons (1.23 V).111 In practice, stack voltages typically exceed
1.5 V, raising the practical electrolyser energy demand closer
to 0.9–1.0 MWh t�1 NH3 once overpotentials, balance-of-plant
loads, and faradaic losses are included.112 This streamlined
proton balance not only reduces energy and material costs but
also eliminates approximately 100 kg of spectator K+ per tonne
of ammonia, obviating the need for electrodialysis purge.
Consequently, it enables compact, modular electrolyser archi-
tectures that can be seamlessly coupled to variable NO feeds
from plasma-based air oxidation units or other distributed
sources.

Realising this molecular-level advantage in a functional
device demands three interdependent tasks: (i) an anode
humidification module that throttles proton flux to match the
plasma-derived NO supply, similar to dynamic water manage-
ment in high-temperature PEM fuel cells; (ii) a cathode
manifold capable of millisecond-scale dew-point modulation,
achievable via piezo-spray injectors or enthalpy wheels, to
mitigate membrane dehydration during transient load-shed-
ding and dampen moisture spikes that foster nitrite formation;
(iii) an ionomer binding layer sustaining 480 mS cm�1 con-
ductivity at l E 8 while withstanding NO� radical exposure.

Fig. 4 Engineering and operating design framework for high-performance nitric oxide electroreduction to ammonia.
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Recent advances in partially fluorinated poly(arylene ether)
backbones demonstrate 41000 h durability in this environ-
ment with r50 mV overpotential penalty.

The pH remains a decisive lever even in NO systems. Strongly
acidic media (pH E 1) provide protons so readily that the
Heyrovsky step outpaces *NO hydrogenation, turning the cathode
into a hydrogen pump and throttling NH3 formation.113 Shifting
to neutral or mildly alkaline buffers drops the proton chemical
potential by 50–80 mV, tipping selectivity: Kouer et al. showed that
Cu foil at pH 1 yields mostly NH3 + H2, whereas at pH 7 the
spectrum drifts to N2O/N2; converting the same Cu into a
hollow-fibre GDE fed with 10% NO restored proton availability,

driving FE(NH3) E 90% and 0.4 mmol h�1 cm�2 at �0.6 vs.
RHE.63 Design Rule 1: maintain the local proton activity
50–80 mV below the HER Nernst line, low enough to suppress
hydrogen evolution yet high enough to complete the alternating
or distal protonations of NORR. This balance ensures that the
Heyrovsky and Volmer steps of hydrogen evolution remain
thermodynamically disfavoured, while the energetically acces-
sible hydrogenation of NO and NOH intermediates proceeds
rapidly. Online EC-MS data illustrate this switch: Cu in 0.05 M
H2SO4 shows early HER onset, while the same electrode in
0.5 M Na2SO4 remains dominated by NORR until the buffer
depletes.114

Fig. 5 (a) Design of electrochemical interfaces for efficient NORR. (b) Computed HER/HOR polarization curves using the DFT activation energies and
mean-field microkinetic modeling.113 Copyright 2019, American Chemical Society. (c) NH3 FE over Cu NWA and commercial Cu foam at different applied
potentials at 25 1C under 1 atm, 5 atm NO, respectively.112 Copyright 2025, Springer Nature. (d) Chronoamperometry stability test of P–MoS2/NS in
NO-saturated IL electrolyte at �0.7 V vs. RHE.123 Copyright 2022, Wiley-VCH. (e) The measured electrolyte screening lengths are consistent with a linear
increase with the Bjerrum length.38 Copyright 2017, American Physical Society.
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3.1.1 Governing the interfacial pH. Managing interfacial,
rather than bulk, pH can be a key lever for selective nitric
oxide electroreduction, an approach already explored in similar
reactions such as nitrate reduction. Operando fiber-optic micro-
probes and confocal fluorescence imaging reveal that, even in
0.5 M phosphate buffer (pH 7), the cathode surface can drift
4–8 pH units above the bulk within 60 s once j Z 50 mA cm�2,
throttling *NO2/*NOH hydrogenation and rerouting the reac-
tion toward N2O/N2 formation.115 To tame this gradient, five
complementary strategies have emerged:

First, combining high-capacity phosphate/borate buffers
with forced convection replenishes H+ faster than it is con-
sumed, maintaining interfacial pH r 9 at 200 mA cm�2 and
doubling NH3 faradaic efficiency.116 Second, the Ru(NH3)6

3+/2+

system demonstrates reversible proton shuttles, which decou-
ple proton delivery from bulk acidity. This shuttle recycles H+ to
adsorbed *NOx by cycling between the outer Helmholtz plane
and the diffusion layer, maintaining 78% FE at 120 mA cm�2

for 12 hours in neutral 0.1 M Na2SO4 and reducing the surface-
to-bulk pH gap to less than 2.117 Third, bipolar–membrane
MEAs provide an inherent acid flux toward the cathode; at
100 mA cm�2, a physically interlocked BPM increased FE(NH3)
from 34% to 82%, keeping the bulk electrolyte near pH 7.118

Fourth, millisecond pulsed-potential waveforms periodi-
cally re-acidify the interface, relax diffusion layers, and push
single-pass NH3 yields above 90%.119 Fifth, hierarchically
porous Cu gas-diffusion architectures, such as hollow-fibre
macropores, shorten proton-diffusion paths and stabilize
buffer anions near active sites. A copper hollow-fibre GDE
sustained E90% FE(NH3) at 0.4 A cm�2, maintaining inter-
facial pH below 8.114 Similarly, a hierarchical Cu-nanowire/
graphene electrode achieved 85% FE at 300 mA cm�2, demon-
strating a surface–bulk pH gap o1 in CO2 reduction to
formate.120 Thus, Future NO RR studies should benchmark
interfacial pH control against Z80% FE at Z200 mA cm�2,
using BPM or pulsed-potential protocols as the current best-
practice baselines.

Selectivity is also conditioned by the prevailing hydrogen-
transfer regime. Practical diagnostics, Tafel slope, kinetic iso-
tope effect, and the pH-shift of onset, reveal whether electro-
chemical desorption (Heyrovsky-biased) or surface recombi-
nation (Tafel-biased) governs the competing H2 pathway. When
the response is Heyrovsky-biased, isolated or ensemble-blocked
surface motifs that limit contiguous H* combined with a mildly
acidic proton supply (pH E 5–6) favour the *NO - *NOH
hydrogenation; thin ionomer films and controlled humidifica-
tion moderate interfacial water activity, and short duty-cycle
pulsing helps to refresh coverage. When Tafel recombination
dominates, weaker H adsorption or frustrated H–H pairing, a
small downward shift in proton activity from the operating
window above, and higher local NO activity (via gas-side
fugacity and sub-nanometre confinement) bias coverage
towards *NO/NOH rather than H. In both cases, keep the local
proton activity 50–80 mV below the HER Nernst line (Design
Rule 1) and re-check the Tafel/KIE signature after each adjust-
ment; if it drifts toward HER-like behaviour, iterate alloy

loading, humidity, and pulse width before increasing current
density.

3.2 Interfacial NO fugacity and mass-transfer design

Despite optimising the proton budget, the dissolved NO
concentration in water is only approximately 2 mM at 25 1C,
which is one order of magnitude lower than the 10–50 mM
coverage necessary to ensure that every catalytic site is occupied
during high-current operation. Yang et al. addressed this
deficiency by pressurising a 1 M KOH electrolyte to 5 atm NO,
thereby enhancing the interfacial concentration by around
tenfold.112 This enhancement arises from Henry’s Law, which
dictates that the solubility of a gas in a liquid is directly
proportional to its partial pressure in the gas phase, thereby
allowing NO fugacity at the interface to be precisely tuned by
pressure. In situ ATR-SEIRAS monitored a proportional rise
in the NO-ad band alongside a simultaneous reduction of
surface hydrogen, allowing a self-supported Cu nanowire array
to maintain a 1.0 A cm�2 NH3 partial current at 96% FE for
100 hours. At ambient pressure, the same electrode stabilised
at 90 mA cm�2. Gas-diffusion electrodes attain comparable
coverages without mechanical compression: Krzywda’s hollow-
fibre Cu architecture reduced the gas boundary layer to less than
60 mm and achieved 0.4 mmol h�1 cm�2 NH3 at �0.6 VRHE under
10% NO, demonstrating that convective flux can replace bulk
solubility.114 Design rule 2: elevate the near-surface NO concen-
tration to the 10–50 mM range by applying either a minimum of
5 atm overpressure or limiting gas-diffusion path lengths to
100 mm or less.

3.3 Outer-sphere capture complexes & ionic liquids

In situations where pressurisation is unfeasible, chemical
carriers can provide comparable NO fugacities. Fe(II)–EDTA
generates a nitrosyl adduct that elevates the apparent NO
concentration to around 30 mM; when combined with a NiO
nanosheet array, it yields 2.13 mmol h�1 cm�2 of NH3 at 90%
faradaic efficiency (�0.6 vs. RHE).121 Xiong et al. replaced EDTA
with ferrous citrate to mitigate interference in colorimetric NH3

assays, achieving 65% FE at neutral pH while preserving
analytical accuracy.122 Hydrophobic ionic liquids provide an
alternative approach: their minimal intrinsic proton activity
inhibits the hydrogen evolution reaction, and their elevated gas
affinity enhances NO concentration in the absence of water.
Phosphorus-doped MoS2 nanospheres functioning in this
ionic liquid maintained a 69% faradaic efficiency at �0.6 V
and exhibited sustained activity for 30 hours without pH
variation.123 Nevertheless, these strategies come with inherent
trade-offs: ionic liquids often exhibit elevated viscosities that
limit gas and proton transport, while outer-sphere complexes
can be prone to oxidative degradation or interfere with down-
stream analytical assays. Design rule 3: in the absence of
mechanical or convective methods, utilise outer-sphere com-
plexes or ionic liquid solvents to increase the local NO concen-
tration above 10 mM while preserving a proton activity within
the 50–80 mV ‘selectivity window’.
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3.4 Electrostatic screening and double-layer structure

All NORR transition states exhibit significant dipole moments.
When the electrolyte Debye length diminishes below approxi-
mately 0.5 nm (in high-salt acidic environments), the com-
pressed electric field destabilises the dipoles, leading to surface
oxidation; conversely, if it surpasses approximately 2 nm
(in dilute alkaline solutions), the polar intermediates lack
adequate stabilisation, resulting in an exponential decrease in
the rate constant. Conducting impedance spectroscopy on
pressurised KOH cells establishes the ideal screening length
at 0.8–1.5 nm, a range attainable with 0.5 to 2 M supporting
electrolyte concentrations or by choosing ionic liquids with
cation–anion pairs that possess similar Bjerrum lengths.
Design rule 4: sustain a Debye length ranging from 0.5 to
2 nm to equilibrate field stabilisation with oxidative stress
mitigation. This target range overlaps with the typical screening
lengths found in high-salinity environments such as seawater
and industrial brines, illustrating the practicality of achieving
these conditions in large-scale implementations.

4. Electrocatalytic materials and
mechanistic insights

Electrocatalyst design for the nitric oxide reduction reaction
(NORR) requires a precise alignment with the mechanistic and
thermodynamic constraints discussed previously. Also, with
performance thresholds fixed in Section 3, we can interrogate
which catalyst architectures satisfy the adsorption, kinetics,
and durability criteria while remaining scalable. Fig. 6 provides
a schematic illustration of material classes and mechanistic
modulation strategies for NO electroreduction catalysts. Each
material system corresponds to distinct design approaches
such as electronic structure engineering, associative pathway
control, and atomically precise catalyst construction.

4.1 Bridging molecular insights with catalyst design

According to the thermodynamic analysis discussed earlier,
any feasible NORR catalyst needs to meet three quantitative
descriptors: (i) a nitrogen monoxide adsorption free energy

within the range of �0.45 r DGNO r �0.60 eV to stabilise
the precursor while preventing product inhibition; (ii) an
activation barrier for the initial proton-coupled step (*NO -

*NOH) below 0.45 eV to maintain a free-energy span compatible
with iR-free cell voltages r0.60 V; and (iii) a hydrogen-evolution
exchange current at least an order of magnitude smaller than
the partial ammonia current, ensuring over 90% faradaic
efficiency at the 300 mA cm�2 benchmark. Catalyst design is
not merely a cataloguing task but the intentional engineering of
surfaces and microenvironments that fulfil the trio of electro-
nic, kinetic, and selectivity constraints while maintaining
stability during gas-phase, membrane-mediated operation.

This section explores how five material categories (noble
metals, earth-abundant transition metals, hetero-anionic com-
pounds, single-atom motifs, and metal-free frameworks) address
these descriptors. Instead of solely categorising by periodic prove-
nance, we correlate each class with the mechanistic levers deli-
neated in the previous section: electronic back-donation to weaken
the N–O bond, bifurcation control between associative and
dissociative pathways, proton management at the gas–ionomer
interface, and microstructural strategies to mitigate parasitic H2

evolution. By correlating experimentally determined DG*NO values,
turnover frequencies, and long-term stability with quantitative
milestones, we elucidate which architectures approach techno-
economic viability, identify persistent kinetic or durability bottle-
necks, and demonstrate how solutions derived from related fields
such as CO2 electrolysis, PEM fuel cells, and ORR catalysis can
bridge the remaining gaps. This framework transforms catalyst
discovery from empirical enumeration to hypothesis-driven opti-
misation focused on the performance thresholds that will dictate
commercial adoption.

4.2 Electronic and structural engineering

4.2.1 Electronic structure modulation and facet engineer-
ing. Electronic and crystallographic control over surface
adsorption energetics has proven to be the most powerful lever
for raising NORR activity on metallic catalysts. Early mecha-
nistic voltammetry by de Vooys et al. quantified the potential-
dependent selectivity window on polycrystalline noble metals,

Fig. 6 Schematic summary of representative electrocatalyst classes used in NORR, including noble metals, transition metals, non-metallic frameworks,
single-atom catalysts, and hetero-anionic compounds, alongside their corresponding mechanistic tuning strategies.
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establishing that a low potential regime (r�0.2 V vs. RHE)
favours the eight-electron transformation to NH3, whereas
intermediate potentials divert flux toward N2 and high poten-
tials toward N2O.124 Density functional plus kinetic–Monte
Carlo analysis later demonstrated that on a Pt(100) terrace
the barrier for the first hydrogenation (*NO - *NOH) is only
0.38 eV once a critical 0.25 ML hydrogen coverage is reached,
enabling rapid N–O scission and suppressing HER.125 These
atomistic predictions are corroborated experimentally by
chronoamperometry in 0.05 M H2SO4, where Pt(100) sustains
a 25 mA cm�2 partial NH3 current at �0.12 V with 82% faradaic
efficiency.

The performance of noble metals significantly enhances
when the local coordination and d-band centre are indepen-
dent of the bulk lattice. Yu et al. produced plasma-etched low-
coordination Ru nanosheets (Ru-LCN) that feature an open
surface revealing Ru sites with a downshifted d-band centre
(�2.75 eV) compared to high-coordination Ru nanosheets
(Ru-HCN). At �0.20 V in neutral 0.5 M Na2SO4 saturated with
1% NO, the RuLCN exhibits an NH3 production rate of
45.02 mmol h�1 mgcat

�1 and a faradaic efficiency of 65.9%,
approximately doubling both parameters of the parent phase.126

Operando FTIR reveals a twofold increase in *NOH coverage,
confirming that coordinatively unsaturated Ru enhances the
associative hydrogenation process (Fig. 7a).

Ligand and intermetallic approaches further refine the
electronic landscape. Shi et al. incorporated isolated Ru into
a Cu matrix through in situ electro-reduction of mixed hydro-
xides. The optimal Ru0.05Cu0.95 alloy reduces the Cu d-band
centre by 0.17 eV towards the Fermi level (Fig. 7b), decreasing
the *NOH formation barrier from 0.59 to 0.41 eV. In 20%
NO/Ar, it attains 17.68 mmol h�1 cm�2 with 64.9% FE at
�1.10 V (Ag/AgCl), surpassing monometallic Cu by an order of
magnitude.127 A more significant electronic enhancement
occurs in body-centred cubic RuGa intermetallic, where elec-
tron donation from Ga produces isolated Ru0 centres (Fig. 7c).
Lu et al. documented an unprecedented 320.6 mmol h�1 mgRu

�1

and 72.3% faradaic efficiency at �0.20 V, with density func-
tional theory ascribing the activity to a 0.32 eV barrier for the
rate-limiting *HNO - NH step.128 The amalgamation of
electron-rich Ru and a Ga framework satisfies all three descrip-
tor criteria (DGNO E �0.52 eV, DG‡ r 0.45 eV, i0,HER { iNH3

).
Silver presents a contrasting scenario in which activity is

constrained not by bond-breaking energetics but by the delivery
of protons to weakly adsorbed NO. Long et al. illustrated on
Ag(111) that reducing the applied potential from �0.20 to
�0.65 V inhibits thermochemical NO coupling and sequentially
alters product distribution from N2O to NH3 before hydrogen
evolution reaction predominates.46 Kim et al. surpassed the
inherent proton-transfer barrier by incorporating an EDTA–Fe2+

outer-sphere complex that chemically sequesters NO and trans-
mits electrons from a nanostructured Ag surface (Fig. 7d); the
hybrid electrolyte maintains 50 mA cm�2 with approximately
100% faradaic efficiency across a voltage range of 0.04 to
�0.34 V, exhibiting stability for 120 hours.92 This example
highlights that electronic optimisation must be co-designed

with proton-management chemistry when the Sabatier opti-
mum is situated on the weak-binding flank.

Among earth-abundant metals, the engineering of copper
facets has yielded the most significant advancements. Xiao
et al. isolated Cu(111) nanosheets, which exhibit s–p back-
donation that weakens the NRO bond by 0.15 Å compared
to Cu(100), resulting in a d-band centre of �2.43 eV. The
nanosheets attain 371.9 mmol h�1 cm�2 and 93.2% faradaic
efficiency at�0.59 V, while exhibiting less than 5% deactivation
after 50 hour.129 Shao et al. synthesized a porous Cu6Sn5 alloy
that combines electronic modulation, Sn lowers the Cu d-band,
with enhanced hydrophilicity, thereby shortening the diffusion
pathway for NO and enabling industrially relevant current
densities. Despite the system exhibiting over 96% faradaic
efficiency under flow conditions, the stated NH3 production
rate of 10 mmol h�1 cm�2 at �0.23 V could not be verified
against the referenced study and may represent extrapolated or
inaccurately assigned values.130 Exercise caution until perfor-
mance data is independently verified. These findings validate
that careful selection of facets and ligands can elevate Cu from
a moderate performer to a premier NORR catalyst without the
use of precious metals.

The aforementioned studies demonstrate that NORR activity
follows a consistent electronic-structure continuum: strong-
binding noble surfaces necessitate coordination disruption or
hetero-metal dilution to desaturate NO, while weak-binding
coinage and post-transition metals must facilitate enhanced
proton-coupled electron transfer. Facet orientation, hetero-
atom alloying, and intermetallic formation each offer adjusta-
ble parameters to align DGNO and DG‡ within the optimal range
(�0.45 to �0.60 eV; r0.45 eV). The design strategies of noble
and transition metal catalysts based on electronic structure
modulation and facet engineering are summarized in Fig. 7e.

The subsequent subsections analyse how defect chemistry
and coordinated vacancies can further reduce the free-energy
landscape.

4.2.2 Vacancy and defect engineering. Defect engineering,
primarily the intentional formation of anion vacancies, has
become an effective approach for modifying the adsorption
energetics and reaction mechanisms of NORR catalysts. Vacan-
cies alter the local coordination environment, displace the
d-band centre, and facilitate charge redistribution, conse-
quently reducing the free-energy span for critical hydrogena-
tion steps while concurrently inhibiting undesirable HER
kinetics. Oxygen-deficient oxides. Li et al. fabricated dense
oxygen-vacancy layers in three-dimensional TiO2�x nanoarrays
grown on titanium plates through hydrogen thermal reduction.
Operando EPR demonstrated a fourfold increase in Ti3+ signal
intensity (g E 1.985) compared to pristine TiO2. DFT calcula-
tions on the TiO2�x(101) surface indicated that an oxygen
vacancy enhances the stability of the bent-end adsorption
configuration of NO by 2.1 eV and reduces the DG‡ for the
NH2* - NH3* transition state to 0.70 eV. Similarly, in NO3RR,
Li et al. illustrated how oxygen vacancies influence the activation of
nitrogen species.131 In a neutral phosphate buffer saturated with
10% NO3

�, the TiO2�x nanoarray produced 1.23 mmol h�1 cm�2
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(around 1233 mg h�1 cm�2) of NH3 with a 92.5% faradaic efficiency
at�0.70 V, maintaining over 80% activity for 50 hours. Zhang et al.

enhanced this strategy by incorporating P hetero-dopants and
corresponding O-vacancies into TiO2 nanotubes and utilising the

Fig. 7 (a) Potential-dependent in situ FTIR spectra of Ru-LCN during NORR.126 Copyright 2022, American Chemical Society. (b) Cu 2p XPS spectra of Cu
and Ru0.05Cu0.95.127 Copyright 2021, Springer. (c) FT-EXAFS Ru K-edge absorption spectra of bcc-phase RuGa IMC. Copyright 2022, Wiley.128

(d) Reaction mechanism and key rate-limiting intermediates of the single-atom Fe catalyst, as derived from microkinetic modeling analysis.92 Copyright
2021, Nature. (e) Design strategies for noble and transition metal catalysts based on electronic structure modulation and facet engineering.
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catalyst in a hydrophobic imidazolium-based ionic liquid.
The liquid inhibited HER and stabilised NOH*, facilitating
425 mg h�1 mg(cat)

�1 NH3 at �0.30 V with 89% FE.132

Vacancy engineering is equally effective in high valent
manganese oxides. MnO2�x nanowires grown on Ti mesh,
synthesised via hydrothermal methods followed by controlled
annealing, exhibit oxygen-vacancy densities of 9.2% as quan-
tified by XPS Vo peak deconvolution (Fig. 8a). These vacancies
modulate the Mn 3d–O 2p hybridisation and stabilise the NO
adsorption state with DGNO = �0.57 eV, aligning with the
Sabatier optimum. At �0.70 V vs. RHE in 0.2 M Na2SO4

saturated with 10% NO, the catalyst achieves 27.5 �
10�1 mol s�1 cm�2 NH3 (E0.99 mmol h�1 cm�2) and 82.8%
faradaic efficiency, more than doubling the turnover frequency

of pristine MnO2. DFT calculations confirmed that oxygen
vacancies lower the activation barrier for the NOH to NH*
transition, while long-term electrolysis (430 h) showed minimal
degradation (Fig. 8b).133

4.2.2.1 Phosphate vacancies. CoP nanowire arrays grown on
Ti mesh show excellent performance in NO electroreduction.
Liang et al. found that the catalyst achieves 47.2 mmol h�1 cm�2

NH3 at �0.20 V, with 88.3% FE and minimal degradation over
14 hours. DFT studies confirmed end-on NO adsorption on the
CoP(111) facet, with DGNO E �0.54 eV and a low NOH
formation barrier of 0.05 eV.47 Analogous FeP nanorods on
carbon cloth achieve 85.62 mmol h�1 cm�2 and 88.49% FE
under identical conditions in 0.2 M phosphate buffer.

Fig. 8 (a) O 1s regions of MnO2 and MnO2�x.
133 Copyright 2022, Elsevier. (b) Free energy diagrams of NORR on MnO2�x(211) surface along distal and

alternating pathways.133 Copyright 2022, Elsevier. (c) Free energy diagrams of the electrocatalytic NORR on FeP(011), (112), (202), and (211) surfaces.134

Copyright 2022, Spinger. (d) Differential charge density of adsorbed NO* on the Ni2P(111) surface.134 Copyright 2022, Spinger. (e) Design principles of
catalysts based on vacancy and defect engineering.
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Phosphorus vacancies alter the electronic environment, resulting
in DG*NO E �0.49 eV and reduced HER (Fig. 8c).134 Mou et al.
found that Ni2P nanosheet arrays on carbon paper, with both
P-vacancies and Ni3+ edge sites, show bidirectional charge transfer
mechanisms (Fig. 8d). At �0.20 V in 0.1 M HCl, the system
produced 33.47 mmol h�1 cm�2 NH3 with 76.9% FE.134

4.2.2.2 Design rules emerge from vacancy chemistry. Across
oxides and phosphides, a unifying trend is observed: anion-
vacancy concentrations of 5–12% shift the d-band centre by
B0.2 eV, set DG*NO within the �0.48 to �0.60 eV window and
reduce the rate-limiting hydrogenation barrier below 0.45 eV.
Higher vacancy fractions (o15%) can cause strong chemi-
sorption of oxygenated byproducts, while lower fractions
do not reach the Sabatier optimum. Fig. 8e summarises the
catalyst design principles and key parameters based on vacancy
and defect engineering. Future research should use operando
X-ray absorption and vacancy-controlled synthesis (e.g., pulsed
plasma, lattice-strain engineering) to stabilise defect densities
under industrially relevant 300 mA cm�2 conditions.

4.3 Pathway control via associative and dissociative
mechanisms

4.3.1 Dissociative pathway catalysts. The dissociative
reduction of nitric oxide occurs through immediate N–O bond
cleavage upon adsorption, resulting in surface-bound N* and
O* intermediates that are then hydrogenated. This pathway
avoids the formation of NOH* or HNO* intermediates and is
preferred on catalysts with strong back-donation for bond
weakening.135,136 Early-transition metal carbides and nitrides,
including WC, Mo2C, and WB, may allow for low-barrier N–O
bond cleavage due to their high density of d-states near the
Fermi level and strong metal–NO orbital interactions, accord-
ing to first-principles calculations. Direct NO-specific DFT
studies on these materials are limited, with cleavage barriers
below 0.5 eV extrapolated from related reactions or hypothetical
surfaces. Until such systems are explicitly evaluated under
realistic adsorbate configurations, this mechanistic hypothesis
should be considered provisional and prioritised in future
computational work. Research suggests that back-donation
into NO antibonding orbitals weakens the N–O bond and
promotes dissociative adsorption.137,138 The (111) surface of
WB stabilises NO dissociation with an activation energy of
0.42 eV, keeping DGNO within the optimal �0.50 to �0.60 eV
range. The resulting N and O* species undergo classical distal
or alternating hydrogenation steps. However, the strong binding
of O* (DG 4 �1.0 eV) requires either co-catalytic oxygen scaven-
gers or pulsed regeneration protocols to maintain turnover.

A related approach uses dual-site motifs, like Fe–Mo pairs
embedded in sulfur-defective MoS2. Chen et al. created atom-
ically Fe-doped MoS2�x with cooperative interactions between
Fe–Mo dual sites. Fe centres reduced the N–O bond cleavage
barrier, while Mo stabilised the N* intermediate. Operando XPS
confirmed the transient appearance of Fe2+ and Mo4+ during NO
activation, with ammonia yields reaching 288.2 mmol h�1 cm�2 at
�0.6 V and a faradaic efficiency of 82.5%. DFT simulations

attributed the high activity to a dissociative NO adsorption
mechanism involving alternating hydrogenation steps that com-
pletely bypassed the NOH* intermediate.139 These findings imply
that the dissociative mechanism may be most useful on materials
capable of stabilising atomic nitrogen while tolerating strongly
bound oxygen. Design efforts can prioritise the development of
multi-electron active sites and the incorporation of oxygen-
buffering co-catalysts such as CeO2 or perovskite-type oxides to
ensure prolonged operation under steady-state or pulsed electro-
lysis conditions, based on principles from oxygen-evolving and
oxidation-tolerant systems.

4.3.2 Associative pathway catalysts. The associative path-
way maintains the N–O bond through the first proton-coupled
electron transfer, resulting in NOH*, HNO*, or NH2OH* inter-
mediates before cleavage. On moderate-binding surfaces,
the associative route shortens the overall free-energy span by
stabilising polar NOH*, HNO*, and NH2OH* intermediates
while avoiding strongly bound O*, which hinders dissociative
catalysis. Tuning DG*NO to the �0.40 to �0.55 eV window
results in quasi-equilibration of the first proton-coupled
electron-transfer, with a theoretical Tafel slope close to
60 mV dec�1.46 Cu exhibits associative catalysis, with detailed
DFT and operando spectroscopic studies confirming a stepwise
NOH* - HNO* - NH2OH* pathway. While Ag has weak *NO
binding, which may favour similar intermediates, experimental
validation has thus far been limited to modified systems based on
outer-sphere complexes. The constant-potential DFT on Cu(111)
predicts a barrier of 0.42 eV between NO and NOH, followed by a
0.38 eV step from NOH* to HNO*. Cu foil maintains 480%
FE_NH3 between �0.15 and �0.35 V, with operando ATRSEIRAS
detecting a NOH* band at B1640 cm�1 that diminishes as
NH2OH* appears at B1550 cm�1, confirming sequential
hydrogenation.126 While Ag has been investigated for NORR
due to its weak *NO binding and low HER activity, most
reported improvements come from modified systems. Kim
et al. found that adding an EDTA–Fe2+ outer-sphere complex
to a nanostructured Ag electrode result in near-quantitative
selectivity under neutral conditions. While unmodified Ag foil
has not demonstrated high faradaic efficiency or operando
vibrational signatures comparable to Cu, Ag systems modified
with outer-sphere complexes such as EDTA–Fe2+ highlight how
weak-binding surfaces can be co-engineered to promote asso-
ciative NO reduction pathways under mild conditions. Proton
delivery often restricts coinage metal selectivity. The research-
ers addressed the bottleneck by using an outer-sphere EDTA–
Fe+ complex to capture NO in solution and transport electrons
from a nanostructured Ag cathode. The hybrid system main-
tains 50 mA cm�2 at �0.17 V with approximately 100% faradaic
efficiency for 120 hours.108 Outer-sphere transfer reduces the
activation barrier for *NOH formation by approximately 0.15 eV
by avoiding the entropic penalty of surface adsorption, accord-
ing to DFT calculations.

4.4 Metal compound catalysts

As a logical extension of the bifurcated mechanistic routes
discussed in Section 4.3, metal compound catalysts provide a
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structurally and electronically diverse platform for selectively
expressing either associative or dissociative NO reduction path-
ways. These compounds, which frequently exhibit tuneable
surface terminations, lattice strain, or vacancy configurations,
modulate the reaction coordinate in ways that correspond
directly to the elementary steps outlined for NORR. For exam-
ple, oxygen vacancies in oxides promote dissociative cleavage of
the N–O bond, whereas hetero-anionic phosphides or sulphides
promote stepwise hydrogenation via stabilised NOH* and
HNO* intermediates. As a result, the materials discussed in
this section are not only organised by chemical identity but also
serve as archetypes for how structural control dictates mecha-
nistic expression, providing experimental validation of the
theoretical constructs introduced previously.

The mechanistic divergence described in Section 4.3
between associative and dissociative NORR pathways governs
not only the kinetic profile of NO conversion but also closely
aligns with the electronic structure and bonding environments
provided by compound catalysts. Metal oxides, phosphides,
sulphides, and carbides have unique orbital hybridisations,
vacancy chemistries, and lattice-induced field effects that selec-
tively stabilise either intact intermediates (NOH* and NH2OH*)
or dissociated fragments (N* and O*). For example, oxygen-
deficient oxides and sulphides frequently lower the activation
barrier for NO cleavage, favouring dissociative routes. In contrast,
hetero-anionic systems such as phosphides modulate the proton–
electron transfer energies required for associative hydrogenation.
As a result, the catalyst classes examined in this section are not
arbitrarily grouped, but rather reflect underlying mechanistic
tendencies, demonstrating how structural motifs influence
pathway selection and catalytic efficiency under realistic NORR
conditions.

As defined in Section 3.5, all catalyst classes considered here
are evaluated against three key molecular descriptors: DG*NO

adsorption between �0.45 and �0.60 eV, an activation barrier
for *NO - *NOH below 0.45 eV, and a hydrogen evolution
exchange current at least tenfold lower than the ammonia
partial current. Rather than restating these metrics throughout,
we now analyse how each material family aligns with or
diverges from these thresholds.

This distinction is frequently corroborated by operando FTIR
spectroscopy, which identifies transient vibrational features
attributable to NOH*, HNO*, and related intermediates. For
example, in Ru-LCN, Co1/MoS2, and Cu1/MoS2 systems, detec-
tion of bands in the 1550–1650 cm�1 range confirms stabilisa-
tion of key associative intermediates, validating DFT predictions
and reinforcing the pathway assignments.126,139,140 These observa-
tions link spectroscopic signatures directly to mechanistic func-
tion, providing a critical diagnostic tool in determining how
catalysts navigate the NO reduction network.

The concurrent modulation of NO adsorption and hydrogen
evolution dynamics by the same electronic or structural feature
is a recurring theme in a variety of systems, including
Bi nanodendrites,141 Sb-doped MoO3,142 Ni@NC,143 Fe1/
MoS2�x,144 and W1/MoO3�x.145 Electron-rich p-block dopants,
encapsulating carbon frameworks, and vacancy-rich oxides are

examples of design elements in these catalysts that promote NO
activation while inhibiting competing hydrogen evolution path-
ways. The coupling effect is caused by a unified modulation of
the local electronic environment, which lowers the energy
barrier for NORR intermediates and disfavours H* adsorption
or proton-coupled electron transfer to H2. Recognising this
synergy allows for more rational integration of HER resistance
and NORR activity in future catalyst design, especially for
systems operating at high current densities or with fluctuating
gas compositions.

4.4.1 Noble metal catalysts. Noble metals (e.g., Pt, Au, Pd,
Ru, and Ag) have received extensive attention in NORR due to
their high conductivity and efficient electron-transfer kinetics.
However, *NO and other intermediates have different adsorp-
tion energies, resulting in diverse product selectivity.146 Vooys
et al.124 found that the product distribution of NO electroreduc-
tion on Ru, Rh, Ir, Pd, Pt, and Au is highly dependent on the
applied potential. Low potentials favour NH3 formation, inter-
mediate potentials produce N2, and high potentials promote
N2O formation. Strong metal–hydrogen bonds frequently
enable competitive HER.

Crystal facet engineering has been used to enhance catalytic
performance. Chun et al. used DFT and kinetic Monte Carlo
simulations to study Pt(100) surfaces in acidic media. They
found that the barrier for *NO to *NOH is only 0.38 eV. This
promotes efficient N–O bond cleavage while preventing the
formation of N2 and N2O.125 Long et al. found that Ag(111)
shifts product selectivity from N2O to NH3 and then to H2 as the
potential decreases (Fig. 9a). The electrochemical protonation
step governed NH3 formation, with HER becoming significant
below �0.65 V.102 Yu et al. plasma etched high-coordinate Ru-
HCN nanosheets to prepare low-coordinate Ru-LCN, which
reduced costs and increased active site exposure. At �0.2 V,
these catalysts achieved 65.96% FE and 45.02 mmol h�1 mg�1

yield, which increased to 80.2 mmol h�1 mg�1 in flow
operation.126 Operando FTIR confirmed an alternating associa-
tive pathway.

Kim et al. improved NO capture by combining a nanostruc-
tured Ag electrode with an EDTA–Fe2+ complex (EFeMC).108 The
electrolyte absorbs NO, and the Ag electrode transfers electrons
to regenerate EFeMC and produce NH3. This system provided
B100% FE at 50 mA cm�2 across 0.04–0.34 V and remained
stable for 120 hours. Donor–acceptor interactions between
Ag and oxygen atoms in anchored intermediates improve
intermediate stability.

4.4.2 Non-noble metal catalysts. Non-noble metals offer
low-cost alternatives with superior performance. Long et al.
used DFT to screen transition metals and found Cu to have
the best *NO adsorption energy (Fig. 9b).46 Cu(111) has
high barriers for N–N and H–H coupling, preventing the
formation of N2 and H2 molecules. Porous Cu foam produced
517 mmol h�1 mg�1 and 93.5% FE at �0.9 V.46 Xiao et al. found
that Cu(111) nanosheets outperform (100) facets, achieving
371.89 mmol cm�2 h�1 and 93.19% FE at �0.59 V.147 ATR-
IRAS and DFT analysis revealed s–p donation from Cu to NO,
weakening the NRO bond (Fig. 9c).
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Fig. 9 (a) Nitrogen reduction products under different operating potentials.125 Copyright 2021, American Chemical Society. (b) Two-dimensional activity
map for ammonia production on different metal catalysts, with all reaction free energies calculated at 0 V vs. RHE.46 Copyright 2020, Wiley. (c) In situ
ATR-IRAS spectra of electrocatalytic NO reduction at�0.59 V vs. RHE in 0.1 M K2SO4 electrolyte.147 Copyright 2024, Wiley. (d) Online DEMS easurements
of Ru0.5Cu0.5 during NORR.127 Copyright 2021, Spinger. (e) EXAFS Fitting curve of Co1/MoS2.155 Copyright 2023, Elsevier. (f) EXAFS spectra of Fe1/MoS2�x

and reference samples of Fe foil, FeO and Fe2O3.144 Copyright 2023, Elsevier. (g) Time-dependent operando Raman spectra of W1/MoO3�x under NO
conditions at�0.4 V.145 Copyright 2023, American Chemical Society. (h) Potential-dependent operando W L3-edge XANES.145 Copyright 2023, American
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Cu–Sn alloys like Cu6Sn5 are efficient at industrial scales.
Shao et al. demonstrated 496% FE and 10 mmol h�1 cm�2 at
1400 mA cm�2.130 DFT and TEM demonstrated improved NO
protonation and resistance to oxidation. Wu et al. engi-
neered Cu@Co catalysts with interfacial strain to improve NO
adsorption and lower the NO–NOH barrier.148 This yielded
627.2 mg h�1 cm�2 at 76.54% FE. When used in Zn–NO
batteries, it produced 3.08 mW cm�2 and 273.37 mg h�1 cm�2.

Other non-noble metals have yielded promising results.
Wang et al. produced hcp-Co nanosheets that outperformed
fcc-Co, yielding 439.5 mmol cm�2 h�1 at 72.6% FE.62

Cheon et al. utilised zero-valent Fe/C to attain 96% FE at 1%
NO and 1239 mmol h�1 cm�2 at 10% NO.70 Zhao et al. investi-
gated Ni single-crystal facets and discovered that Ni(210) provides
almost 100% FE.70 Ni@NC, synthesised via co-precipitation and
graphitisation, achieved 34.6 mmol cm�2 h�1 at 72.3% FE and
resists dissolution in acid.143 p-Block metals provide HER
suppression.149 Bi nanodendrites produced 1194 mg h�1 mg�1

with 89.2% FE.141 Bi@C achieved 1592.5 mg h�1 mg�1 at 93%
FE.150 Sb1/a-MoO3 stabilised *NO and suppressed HER, yielding
273.5 mmol h�1 cm�2 and 91.7% FE.142

4.4.3 Metal alloys and intermetallic compounds. Alloying
noble and non-noble metals provides synergistic control over
*NO adsorption, NOH formation, and proton supply. Shi et al.
produced Ru0.05Cu0.95 alloys through in situ electroreduction.127

Ru doping shifted Cu’s d-band and reduced hydrogenation
barriers, resulting in 17.68 mmol h�1 cm�2 at 64.9% FE. DEMS
confirmed the alternating associative mechanism (Fig. 9d).
Lu et al. created bcc RuGa intermetallic, resulting in isolated
Ru0 centres. These produced 320.6 mmol h�1 mg�1 and 72.3% FE
at �0.2 V.128 The Ga matrix shifted Ru from fcc to bcc, promoting
electron transfer and lowering the *HNO/NH barrier to 0.32 eV.

Cu–Sn alloys, such as Cu6Sn5, show industrial scalability,
with 496% FE and 10 mmol h�1 cm�2.130 DFT revealed lower
NO protonation barriers. Wu et al. used tensile strain at the
bimetallic interface to enhance NO adsorption, resulting in
627.2 mg h�1 cm�2 at 76.54% efficiency148 Zn–NO battery
integration resulted in 3.08 mW cm�2 power density and
273.37 mg�1 cm�2 NH3 yield.

Phosphides promote metal–nonmetal synergy. CoP nano-
wires grown on Ti mesh showed ultra-low onset (�0.012 V) and
produced 47.22 mmol�1 cm�2 NH3 at 88.3% efficiency.47 FeP
nanorods on carbon cloth demonstrated 85.62 mmol h�1 cm�2

and 88.49% efficiency.134 Ni2P nanosheets used bidirectional
charge transfer to achieve 33.47 mmol h�1 cm�2 at 76.9% FE.
Zn–NO batteries generated 1.53 mW cm�2 and 62.05 mg h�1

mg�1 NH3.151

Sulphides use defect engineering to activate NO. TiS2(011)
elongates the N–O bond via end-on adsorption, yielding
153.8 mmol h�1 cm�2 with 91.6% F.152 P–MoS2 nanospheres

produced 388.3 mg h�1 mg�1 NH3 in ionic liquids123 Fe1/MoS2�x

with sulphur vacancies achieved 288.2 mmol h�1 cm�2 and
82.5% efficiency.144 CoS1�x achieved 44.67 mmol h�1 cm�2 at
53.6% FE,153 while SnS2�x with dual Sn-VS sites achieved
78.6 mmol h�1 cm�2 and 90.3% FE.149 These catalysts show
that rational design of metal alloys and intermetallics, includ-
ing electronic tuning, facet exposure, strain engineering, and
defect incorporation, can improve NORR selectivity and activity
while lowering noble metal content.

4.5 Single-atom catalysts and atomic-level precision

Single-atom catalysts (SACs), with their maximised atom utili-
sation, highly dispersed active sites, and tuneable coordination
structures, have emerged as a potent class of materials for
NORR. SACs isolate metal atoms on conductive supports,
allowing for fine adjustment of adsorption energies, lower
reaction barriers, and control of proton–electron transfer steps
while suppressing HER and N2O formation. Research focuses
on transition metal SACs anchored on MoS2, doped carbons,
and defective oxides, supported by DFT, in situ spectroscopy,
and advanced microscopy techniques.

4.5.1 Transition-metal decorated layered chalcogenide.
Chen and coworkers showed that anchoring isolated Co
atoms on MoS2 basal planes results in a Co–S3 motif (Co–S
distance 2.19 Å, EXAFS) (Fig. 9e).140 Co1/MoS2 produced
217.6 mmol h�1 cm�2 NH3 at 87.7% FE in 0.5 M Na2SO4 at
�0.5 V vs. RHE.154 DFT analysis shows that pristine MoS2 has a
0.80 eV barrier for *NO adsorption. However, Co incorporation
makes *NO binding exergonic (DG = �0.12 eV), shifting the
rate-determining step to *NOH formation with a lower barrier
of 0.48 eV. The operando FTIR at 1850 cm�1 confirmed the DFT-
predicted intermediate landscape and explained a 35% increase
in partial current density.

In parallel, the Cu1/MoS2 SAC with the same S3 coordination
achieved 337.5 mmol h�1 cm�2 NH3 at 90.6% FE at �0.6 V.155

Combined operando FTIR (peaks at 1660 cm�1 for *HNO and
1620 cm�1 for *NOH) and DFT revealed a mixed associative/
dissociative pathway where *NO protonation to *HNO
(Ea = 0.54 eV) competes with direct NO–H coupling to *NOH
(Ea = 0.58 eV). The single Cu site effectively suppresses HER by
limiting surface proton coverage (yH r 0.12 at �0.6 V), even
at 150 mA cm�2. This finding suggests that using the right
metal and support can decouple NO hydrogenation from
competing hydrogen evolution at industrially relevant current
densities.

Fe1/MoS2�x extends the chalcogenide platform by integrat-
ing atomic Fe into sulfur-vacancy-rich MoS2.144 EXAFS confirms
Fe–Mo dual sites (Fig. 9f). DFT coupled with molecular
dynamics shows these sites stabilise *NO (DGads = �0.22 eV)
while lowering the N–O cleavage barrier by 0.35 eV relative

Chemical Society. (i) Correlation curve between the integrated crystal orbital Hamilton population (ICOHP) of TM–N4 and the adsorption free energy of
nitrogen species (Gads(N*)).158 Copyright 2023, Elsevier. (j) SEM image of HCNF.160 Copyright 2023, Elsevier (k) PDOS of 2P@C2 society N and electronic
configuration showing orbital hybridization between sp3 atoms and sp2/sp3 orbitals.163 Copyright 2021, Royal Society of Chemistry. (l) Photographs and
water contact angles of the distinct electrodes and illustrations of underwater UW, UWC, and UC statess and Schematic illustration of the gas–liquid–
solid triphase interface electrocatalysis with UWC state167 Copyright 2023, Elsevier.
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to Fe–S coordination. At �0.6 V, this catalyst produced
288.2 mmol h�1 cm�2 NH3 with 82.5% FE. Time-resolved
in situ Raman (M–N stretch at 575 cm�1) captured rapid NO
dissociation, demonstrating how vacancy engineering can
anchor and activate NO for hydrogenation. This study suggests
a general strategy for optimising multi-step reaction sequences:
create proximal hetero-metal pairs to overcome the nitrite-
desorption bottleneck via dual-site synergy.

4.5.2 Oxide and vacancy-engineering. Atomically dispersed
W in an amorphous MoO3�x matrix (W1/MoO3�x) forms W–O5

motifs that perform two critical functions simultaneously:
electron back-donation into NO p* orbitals (lowering the limit-
ing potential by B120 mV) and catalytic H2O dissociation to
supply protons in situ.145 Under �0.4 V vs. RHE, this dual-
function SAC achieved 308.6 mmol h�1 cm�2 NH3 at 91.2% FE.
In situ Raman (broad band at 950 cm�1 for *OOH intermedi-
ates) (Fig. 9g) and X-ray absorption spectroscopy (W–O bond
length E1.80 Å) (Fig. 9h) revealed a direct correlation between
local proton-generation activity and increased intermediate
coverage. This approach addresses the mass-transport limita-
tion of protons in aqueous media and provides a blueprint for
integrating proton sources into the active site. This insight can
be applied to other electrocatalytic reductions, such as CO2RR,
where local proton availability is rate-limiting.

4.5.3 Carbon-supported heteroatoms. Atomic-site migra-
tion and metal leaching present a unique durability challenge
in acidic NORR. Peng et al. addressed this by embedding single
Nb atoms into a boron- and nitrogen-co-doped porous carbon
scaffold, forming covalent Nb–B2N2 centres (Nb–N 1.98 Å and
Nb–B 2.05 Å by FT-EXAFS).156 In 0.1 M HCl at �0.5 V, this Nb
SAC produced 8.2 � 10�8 mol cm�2 s�1 NH3 (approximately
295 mmol h�1 cm�2) with 487% FE and maintained 495%
activity for 15 hours. Covalent Nb–ligand bonds prevent metal
aggregation or loss during long-term operation. This design
principle, which employs heteroatom-doped carbon to form
strong, non-labile bonds with single atoms, can be applied to
other challenging environments, such as alkaline media or flow
reactors, to ensure long-term performance.

4.5.4 Theoretical coordination frameworks and descriptor
development. Beyond experimental demonstrations, theoreti-
cal frameworks provide a rational basis for SAC design and
high-throughput screening. Yao et al. proposed a two-step
self-regulation model for graphene vacancies: initial vacancy
formation thermodynamically stabilises TM atoms, while
adsorbate-assisted vacancy migration dynamically adapts the
coordination shell under reaction conditions, lowering activa-
tion energies by up to 0.42 eV and maintaining atomic
dispersion.157 Wang and colleagues conducted a comprehen-
sive DFT survey of TM–N4 SACs (TM = V, Cr, Mn, Fe, Co, Ni, Cu,
Ru, Rh, Ta).158 They established a linear scaling relation
between integrated crystal orbital Hamilton population
(ICOHP) and DGads(N*) (Fig. 9i). This descriptor identified
Fe–N4 as the optimal motif for balancing N-binding strength
and HER suppression. Wu et al. used spin-polarized DFT and
Bader charge analysis to show that Cu@g-C3N4 has a limiting
potential of 0.371 V due to interfacial charge transfer (+0.62e on

Cu), resulting in high NH3 selectivity.159 Theoretical studies can
provide a road map for future SAC discovery: identify coordina-
tion motifs that optimise adsorption energetics using ICOHP
or related electronic descriptors, then stabilise them using
dynamic, self-healing vacancy architectures or strong hetero-
atom–metal covalent bonds.

When comparing single-atom catalysts to vacancy- and
intermetallic-based designs, both strategies aim for the same
fundamental goal: precise modulation of the NO adsorption
environment while simultaneously suppressing HER. However,
they used different structural paradigms. SACs isolate sites
using tailored coordination environments on supports like
MoS2 or doped carbon. This creates uniform active centres that
minimise hydrogen affinity while stabilising key NORR inter-
mediates. Intermetallic and vacancy-engineered compounds,
on the other hand, achieve similar control through ensemble
effects, which involve modifying the electronic density of states,
lattice strain, or charge transfer to optimise reactivity across a
larger, often cooperative surface. Single-atom catalysts excel in
atom economy and mechanistic specificity, but their synthesis
and stability under industrial conditions are challenging. Inter-
metallic and vacancy-based systems, while occasionally less
selective, provide greater scalability and structural robustness.
A comparative understanding of these approaches enables
researchers to navigate the trade-offs between molecular preci-
sion and device-level practicality, potentially designing hybrid
systems that benefit from the advantages of both regimes.

4.6 Non-metal-based catalysts

Because of their abundant availability and low cost, nonmetal-
based materials provide compelling advantages for scalable
electrochemical ammonia synthesis. Metal-free carbon frame-
works, particularly those incorporating p-block elements or
engineered heteroatoms, have emerged as promising candi-
dates for NO electroreduction, with increasing experimental
and theoretical evidence demonstrating their catalytic potential
in mild, aqueous conditions. Ouyang et al.’s early experimental
work demonstrated the effectiveness of structured carbon nano-
materials. A honeycomb-like carbon nanofiber catalyst (Fig. 9j),
fabricated via electrospinning and calcined at 800 1C, exhibited a
yield of 22.5 mmol�1 cm�2 and a faradaic efficiency of 88.3% at
�0.6 V in 0.2 M Na2SO4 under a NO/Ar gas mixture (1 : 3).160 This
high selectivity is attributed to the honeycomb structure’s hier-
archical porosity, which increases electrochemically active surface
area and allows for NO gas capture via interconnected nanocav-
ities. Surface hydroxyl groups aid in NO adsorption and hydro-
genation, reducing energy input and increasing selectivity.

Because of its large surface area, electrical conductivity, and
tuneable electronic structure, graphene, particularly in its
nitrogen- and boron-doped forms, serves as the prototypical
platform. Saeidi et al. found that adding silicon to N4 graphene
(Si–N4Gr) reduces the limiting potential to 0.56 V and promotes
NH3 formation at low NO surface coverage, while higher
coverages favour N2 evolution.161 This dual-pathway modula-
tion emphasises the importance of NO surface coverage
in determining selectivity outcomes. Zhao et al. used spin-
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polarized DFT to show that boron doping in graphene improves
HNO* intermediate stabilisation, lowers the energy barrier for
NO reduction, and allows for electrocatalysis at a limiting
potential as low as �0.35 V.162 The intermediate (HNO*) also
has a coupling site for N2O formation, highlighting the impor-
tance of intermediate binding energies in determining selectiv-
ity bifurcations.

Recently, the development of heteroatom-doped, extended
carbon frameworks has expanded the non-metallic catalyst
landscape. Wu et al. proposed a phosphorus-doped monolayer
C2N system (2P@C2N) with sp3-hybridized phosphorus centres
that promote strong NO adsorption and a high turnover fre-
quency of 8.9 � 105 s�1 per site at 400 K, surpassing Pt(111)
benchmarks (Fig. 9k).163 Zang et al. improved on this design by
combining dual-atom motifs with p-orbital dopants, resulting
in cooperative activation of NO via synergistic orbital overlap
and reinforcing the utility of co-doping strategies for increasing
selectivity and reaction rates.164 The wide-bandgap graphene
analogue, hexagonal boron nitride, only shows NORR activity
when doped. Mudchimo et al. demonstrated that carbon-doped
armchair-edged boron nitride activates NO via exposed boron
edge sites, allowing for spontaneous NO-to-NH3 conversion at
zero overpotential and a low kinetic barrier of 0.83 eV.165

However, undoped hexagonal boron nitride basal planes have
insufficient NO adsorption, as evidenced by follow-up studies.
Carbon doping provides favourable adsorption energies and
low limiting potentials (0.28 V at C sites; 0.35 V at B sites),
whereas O-doped variants bind NO too strongly, preventing
further hydrogenation steps.166 These results demonstrate the
delicate Sabatier balance required: excessively strong adsorp-
tion impedes intermediate turnover, whereas weak adsorption
reduces site occupation and activity.

Graphitic carbon nitride (g-C3N4) exhibits NORR activity
in both pristine and doped forms. Li et al. used carbon
paper to support g-C3N4 nanosheets (CNNS/CP), achieving
15.1 mmol h�1 cm�2 NH3 with 41.5% faradaic efficiency at
�0.6 V.167 Hydrophobic modification of the catalyst surface
enhances gas–liquid–solid three-phase interfaces and doubles
NH3 output, highlighting the significance of interfacial mass
transfer and microenvironmental tuning in NORR systems
(Fig. 9l). Saeidi et al. studied boron-doped monolayer C3N
structures and found that substitutional BC and BN motifs
are active NO adsorption sites. DFT calculations revealed strong
B-vacancy bonding, which improves both adsorption energy
and electron transfer, thereby stabilising the catalytic framework
under reaction conditions.168 Nulakani et al. embedded B4 clusters
into g-C3N4 nanosheets (B4@g-C3N4) and found adsorption ener-
gies of �1.15 eV and �2.46 eV for N-terminal and side configura-
tions, respectively.169 The limiting potential decreases from�0.29 V
in gas to �0.10 V in solvent, with charge-state modulation improv-
ing kinetic favourability and selectivity. This emphasises the
importance of the local dielectric environment and electrostatic
tuning in maximising catalyst performance.

When combined, nonmetal-based catalysts provide a pro-
mising and cost-effective route to selective NORR catalysis.
They meet the mechanistic criteria outlined in Section 3,

including tuning DGNO and limiting overpotentials without
strong HER competition. Their modularity, dopability, and
interfacial versatility indicate compatibility with advanced reac-
tor designs like gas diffusion electrodes and hybrid solid–liquid
electrolytes. To advance these metal-free systems from theo-
retical constructs to practical NORR platforms, theory-guided
descriptor screening and operando validation must be inte-
grated further.

Despite the promise demonstrated by the non-metallic and
metal-free systems discussed in this section, it is essential to
note that many of these catalysts are based on theoretical
projections or low-throughput laboratory evaluations. Doped
carbon frameworks, boron nitride variants, and g-C3N4 struc-
tures offer clear pathways towards low-cost and scalable NORR
platforms. Representative catalysts and key metrics are sum-
marised in Table 1. However, their catalytic mechanisms are
often derived from DFT predictions with limited experimental
corroboration under operando or industrially relevant condi-
tions. To bridge this gap, systematic benchmarking, durability
testing, and real-time spectroscopic validation will be required
to ensure that predicted selectivity and turnover rates can be
reliably achieved at scale. Until then, the potential of these
systems is strong but provisional, emphasising the importance
of concurrent development in both computational discovery
and experimental validation.

4.7 Forward-looking catalyst development strategies

In addition to the mentioned descriptors, future catalyst devel-
opment should specifically focus on underexplored areas that
exhibit considerable potential when aligned with operando
insights and techno-economic requirements. Specifically, three
forward-looking strategies emerge to form a cohesive forward-
looking agenda: real-time adaptability, combined structural
and site-specific engineering, and explicit interface design.

Catalysts exhibiting moderate NO binding energies (B�0.4
to �0.6 eV) and adaptable electronic structures, such as
vacancy-rich nitrides, provide a transitional zone where both
pathways operate concurrently, distributing the free-energy
range across two reduced barriers and flattening the Tafel
slope.83,84 Modifying the catalyst microenvironment through
hydrophobic ionomers that regulate water, atomic dopants that
adjust d-band occupancy, and sub-nanometer confinement
that increases local NO pressure offers additional mechanisms
for directing the bifurcation.85 Subsequent theoretical research
should delineate both the minimum-energy pathway and the
flux-weighted ensemble of trajectories in the context of oscilla-
tory potentials and stochastic proton delivery, while experi-
mental initiatives utilise operando spectroscopy to monitor
NOH* and NH2OH* coverages in real time.86 Integrating these
insights will finalise the design principles for catalysts
that facilitate rapid N–O activation alongside unobstructed
NH3 desorption, bridging the mechanistic divide between
milligram-scale demonstrations and kiloampere-scale plasma-
integrated stacks.

It will be essential to develop operando spectroscopic tools
that can direct catalyst adjustments in real time. Dynamic
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environmental conditions have a significant impact on catalyst
performance, as was mentioned in the interfacial pH manage-
ment. As we discussed in this section, operando EPR studies
on oxygen-deficient TiO2�x surfaces have revealed dynamic
changes in Ti3+ sites. This evidence suggests that catalysts that
can modify defects reversibly may respond actively to shifting
operating circumstances. To use reversible defect formation or
ion exchange, future catalysts must incorporate responsive
architectures that can self-modulate their electronic structure
or surface composition in real time. These adaptable catalysts
might continue to function optimally under the variable NO
feed conditions found in actual plasma-coupled electrolyser
operations.

Furthermore, integrating dual-site motifs with vacancy engi-
neering presents a largely unexplored opportunity to synergis-
tically enhance both adsorption and hydrogenation kinetics. An
example is the Ru–Cu alloy system, where isolated Ru sites
embedded in a Cu matrix significantly reduced the activation
barrier for *NOH formation, resulting in an order-of-magnitude
improvement in ammonia production rates compared to mono-
metallic Cu. Embedding such dual-sites within vacancy-rich
substrates, like vacancy-engineered TiO2 or transition metal
carbides, could simultaneously tackle stability concerns identi-
fied for carbides, oxides, and MBenes. These hybrid designs
may thus deliver the required durability (Z100 h at industrial
current densities) without sacrificing the kinetic and selectivity
advantages of dual-site catalysis.

Finally, the catalyst–electrolyte interface itself must become
a designed component rather than merely an operational
boundary. Leveraging insights from advanced CO2 electrolysis,
deliberate structuring of the electrolyte–catalyst interface via
ionomer engineering or structured ionic liquids could ensure
stable proton and electron transport under aggressive conditions.
Hierarchical gas-diffusion electrodes (e.g., Cu) can markedly
improve interfacial pH stability and alleviate flooding by short-
ening proton-diffusion pathways. These engineered interfaces
could increase the number of feasible catalysts, especially among
metal-free or weakly binding frameworks. Thus, by adjusting
interface properties to stabilize intermediates and suppress HER
independently of the underlying catalyst material.

5. System-level integration and
engineering constraints
5.1 Quantitative milestones and integration

This section translates the catalyst-level metrics of the previous
section into stack- and plant-level engineering requirements.
To transition from component-level improvements to inte-
grated systems, a quantitative framework must align electro-
catalyst performance with stack architecture, balance-of-plant
requirements, and upstream plasma integration constraints.

5.1.1 Molecular performance descriptors. The primary
molecular descriptors defining catalyst performance include
the adsorption free energy of nitric oxide (DG*NO), which should
lie between �0.45 and �0.60 eV to balance residence time and

prevent surface poisoning; the activation barrier for the first

hydrogenation step (*NO - *NOH), DGz�NOH, which must
remain below 0.45 eV to enable efficient turnover at moderate
overpotentials; and the relative kinetics of hydrogen evolution,
such that the exchange current density for HER (i0,HER) is at
least one order of magnitude lower than that for nitric oxide
reduction to avoid parasitic H2 generation. Together, these
energetic and kinetic thresholds delineate a performance envelope
in which high selectivity and adequate activity can be sustained at
practical current densities. Empirical studies in nitrate and CO2

electroreduction systems demonstrate that catalysts conforming to
these criteria maintain faradaic efficiencies exceeding 90% over
extended operation.170 A concise energy-level diagram of plasma-
assisted N2 activation is shown (Fig. 10a).

5.1.2 Electrolyte speciation window. Electrolyte selection
must reconcile ionic conductivity with interfacial speciation.
Highly alkaline media minimise ohmic drop and have demon-
strated durability in water electrolysis, yet they destabilise key
*NOH and NH2OH intermediates and favour N2O formation
when hydroxide accumulates. At the opposite extreme, strongly
acidic solutions (pH o 2) supply protons so readily that the
Heyrovsky step outpaces *NO hydrogenation, diverting current
to HER and accelerating membrane corrosion. Weakly buffered
near-neutral electrolytes (pH 5–8) offer the most promising
compromise: their moderate proton activity suppresses HER
while preserving NOH kinetics, and they remain compa-
tible with polymer membranes under humidified gas-phase
operation.171 Guided by this rationale, we provisionally target
phosphate- or borate-buffered media of ionic strength E0.5 M
and pH 6 � 1 as the baseline for integrated NORR stacks until a
dedicated electrolyte-optimisation campaign identifies an even
narrower optimum.

5.1.3 Stack-level voltage milestone. A third filter translates
component-level gains into stack performance targets. To
approach energy efficiencies exceeding 50% under continuous
operation, thresholds identified by techno-economic models
for viability at US $0.02 kWh�1 electricity, stack-level operation must
achieve o0.6 V iR-free at Z300 mA cm�2.32,172 While similar
metrics have been approached in nitrate reduction systems, sus-
tained operation at these current densities remains a forward-
looking benchmark for NORR. Explicitly calling out this voltage
milestone as its own filter ensures it can be directly referenced in
subsequent stack- and plant-level design discussions.

5.1.4 System integration and stack engineering. Single-cell
performance alone does not guarantee scale-up success. Stack
integration introduces new constraints in gas distribution
uniformity, pressure regulation, thermal management, and
long-term component durability. Nevertheless, decades of alka-
line water–electrolyser operation show that membranes, bipo-
lar plates, and sealants tolerate high OH� activity when oxygen
and carbonate ingress are rigorously managed, providing a
valuable durability benchmark for emerging NORR stacks.
However, even if individual catalyst descriptors are optimised,
economic viability hinges on achieving these targets at the
stack level, where power losses, heat accumulation, and impur-
ity management can negate molecular-scale gains.
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5.1.5 Pilot-scale benchmarks
5.1.5.1 Durability. Operational continuity is another non-

negotiable metric. Target durability of 1000 hours with less
than 5% degradation in current density or selectivity remains

the minimum threshold for pilot deployments. Encouragingly,
alkaline electrolysers for water splitting have demonstrated
similar endurance.173 While long-duration testing in NORR
systems is still limited, recent studies have shown promising

Fig. 10 (a) Nitrogen-fixation pathways associated with different plasma-discharge modes. (b) Theoretical emption limits of plasma-assisted electro-
catalysis. (c) Comparative specific energy consumption of the various discharge modes. (d) Spark discharge plasma.183 Copyright 2022, The Royal Society
of Chemistry (e) sliding-arc discharge.181 Copyright 2023, American Physical Society. (f) Microwave plasma discharge.180 Copyright 2025, Elsevier
(g) dielectric-barrier discharge.
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signs of catalyst and membrane stability over tens to hundreds
of hours, implying that with improved gas handling and
material durability, these lifespans could approach the 1000-
hour mark. The use of corrosion-resistant bipolar plates, hydro-
phobic gas diffusion layers, stable ionomers, and ionomers
resistant to NO-induced nitration will be critical in meeting this
standard.

An integrated module achieving 300 mA cm�2 at 0.6 V (iR-free)
with 90% FE would yield approximately 0.963 mmol h�1 cm�2 of
ammonia, or 0.0164 g h�1 cm�2. This could serve as a minimum
viable benchmark for early-stage pilot systems, ensuring mean-
ingful productivity while remaining within conservative design and
power targets. For a 100 cm2 active area stack operating 24/7, this
equates to 47 kg year�1 NH3. To meet a target of t day�1 NH3,
approximately 21 m2 of active area would be required, assuming
continuous operation and negligible downtime. With cell-level
durability metrics established, we next translate the current-
density and voltage targets into power, footprint, and thermal
loads at the stack and plant scales.

5.1.5.2 Productivity. From a system integration standpoint,
this productivity is consistent with the capabilities of compact
non-thermal plasma units reviewed by Deepak et al.174 An
additional illustration would be a cascade discharge reactor,
which can produce NOx at power inputs lower than 40 W per
10 cm2 reactor area. Gallo et al.41 found that 20 W modules with
a 5 cm2 footprint produced stable NO at an energy cost of
0.72 MJ mol�1. At m2 scales, sub-kW plasma sources can
sustain the NO flux needed for Z50 kg NH3 day�1 production.

While these architectural and operational considerations
define the performance ceiling for integrated NORR stacks,
translating them into viable pilot and commercial systems
requires a structured, milestone-driven development pathway.

5.2 Plasma delivery and primary gas conditioning

Plasma, often referred to as the fourth state of matter, consists
of partially ionised gases containing a complex mixture of
electrons, ions, excited molecules, and radicals.175 In non-
thermal plasma (NTP), the electron temperature is significantly
higher than the gas temperature, enabling activation of strong
chemical bonds.176 This unique property allows plasma systems to
operate flexibly and efficiently under ambient conditions, making
them well-suited for integration with intermittent renewable
energy sources.177 As a result, plasma-assisted synthesis of nitro-
gen oxides (NOx) presents a sustainable and decentralised alter-
native to conventional high-temperature, high-pressure routes for
activating inert molecules like N2. To ensure effective integration
with downstream MEA cells, several factors must be carefully
managed. The trade-off between NOx concentration and specific
energy input for various discharges is illustrated. Ideally, the target
NO concentration should be maintained between 1% and 6% to
provide a sufficient supply of reactants. The presence of NO2, O3,
and other impurities must be minimised to prevent electrode
degradation and efficiency loss.

Plasma-assisted NOx synthesis is strongly influenced by
the type of plasma discharge employed. Each discharge type

presents trade-offs in energy efficiency, NO yield, NO/NO2

selectivity, and feasibility of integration with downstream elec-
trochemical systems. As a pioneering plasma-based technology
for NOx synthesis, the Birkeland–Eyde (B–E) process utilized arc
discharge, achieving an energy consumption of 2.41 MJ molN

�1

and producing NOx concentrations of 1–2%.178 Since B–E
process first commercialized plasma-based NOx synthesis in
1903, a wide range of plasma discharge types and reactor
designs have been investigated for NOx production, including
nanosecond spark discharges,179,180 gliding arc discharge
(GAD),181 Microwave vortex plasma,180 and dielectric barrier
discharge (DBD),182 among others.

5.2.1 Performance targets at the plasma–electrolyser
interface. Having surveyed plasma discharge types and their
trade-offs, we now quantify the energy and purity requirements
at the plasma–electrolyser interface. The plasma effluent must
reach the gas-diffusion electrode as a narrowly specified reagent
stream whose thermodynamic quality and flow condition sustain
NORR at module-level current densities Z hundreds of mA cm�2

and faradaic efficiencies 490%. Energy is the primary constraint:
the five-electron conversion of NO to NH3 carries a minimum
Gibbs work of 0.24 MJ mol�1. Allowing realistic kinetic over-
potentials and a stack efficiency of 95% lifts the electrochemical
budget to E0.38 MJ mol�1. To keep the complete plasma–electro-
lyser route below 1.5 MJ mol�1 NH3, the plasma stage may
therefore consume no more than 0.50 MJ mol�1 NO. Nano-
second spark discharges already approach this figure, reporting
0.42 MJ mol�1 NO at 1 bar.183 By contrast, gliding arc devices still
require 2.4–3.6 MJ mol�1 NO184 (Fig. 10b).

It is important to note that the reported energy cost accounts
only for the power consumed during the pulse duration,
excluding inter-pulse (i.e. standby) power losses. Despite their
advantages, scaling up high-voltage pulsed power supplies
remains a significant challenge. A thorough and accurate
evaluation of energy consumption is essential before further
industrial deployment of plasma-assisted NOx synthesis, parti-
cularly given that the high yields and low energy inputs
reported for MW discharges in the 1980s have not been reliably
reproduced in recent studies. This is especially critical when
nanosecond-repetition pulsing is used to drive the plasma, as
voltage and current signals exhibit rapid rise and fall times on
the nanosecond scale, making precise power measurement and
calculation increasingly vital.

Transient diffusion–reaction simulations of a 50 mm catalyst
layer show that a 1.5% NO feed at 298 K and 1 bar delivers the
stoichiometric flux to sustain 4100 mA cm�2. Increasing the
mole fraction beyond 5% yields no further gain because proton
transport becomes limiting. Experiments with microwave
vortex plasmas report 3.8% NOx at 2 MJ mol�1, safely within
the 1.5–5% design window.185

DFT-driven micro-kinetics demonstrate that trace oxidants
displace key *NOH and *NH2 intermediates, depressing selec-
tivity once the combined partial pressure of O2 and NO2 exceeds
5 � 10�5 bar. To maintain Z95% surface probability for the
associative path, the plasma effluent must therefore contain
o50 ppm total O2 + NO2. Nanosecond-spark reactors satisfy
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this criterion, routinely delivering NO2 below 10 ppm at
4–11 g kWh�1.183

Pressures above 1.3 bar accelerate GDE flooding, whereas
sub-ambient operation introduces compression penalties. Con-
sequently, the interface should operate at 0.9–1.1 bar. Humidity
must be similarly balanced: membrane conductivity falls shar-
ply below 25% RH, yet dew points above 15 1C promote
homogeneous hydrolysis of NO to HNO2. Empirical screening
identifies a dew point of 5 � 3 1C (0.8–1.2 wt% H2O in the gas
phase) as the optimum.

5.2.2 Achieving energy-efficient, high-selectivity NO gen-
eration. Meeting the 0.50 MJ mol�1 NO ceiling while holding
O2 + NO2 below 50 ppm requires a discharge that maximises
electron-impact dissociation of N2 and O2 yet forestalls second-
ary oxidation. Four reactor classes illustrate how pulse shaping,
vibrational activation, and rapid quench can be tuned toward
that dual objective. Fig. 10c summarises and compares the
energy consumption of different plasma reaction types for
nitrogen fixation.

A schematic demonstration of nanosecond-spark discharge
reactor is presented in Fig. 10d. 10 to 50-nanosecond voltage
spikes produce electron temperatures 48 eV at average gas
temperatures r450 K, creating a strong non-equilibrium wherein
the e-V ladder of N2 (v Z 7) is efficiently climbed and dissociation
proceeds through the N2(A 3S+

u) channel. When operated at 1%
duty cycle and flow velocities 410 m s�1, a residence time around
2 ms limits the NO - NO2 back-reaction; combined with water-
cooled pin electrodes, this yields 0.42 MJ mol�1 and o10 ppm
NO2.183 Recent kinetic modelling reproduces these figures and
attributes the high selectivity to the rapid collapse of O + NO
recombination once Tg drops below 600 K.183

Gliding-arc reactors operate in a mixed thermal and non-
thermal regime (Fig. 10e). The expanding arc column attains
local gas temperatures above 2000 K that raise the equilibrium
NO yield but simultaneously sustain NO2 formation through
O + NO. Energy costs of 2.4–3.6 MJ mol�1 NO remain typical.184

Nevertheless, two engineering levers can narrow the gap. First,
introducing a nanosecond pilot pulse just ahead of the gliding
arc reduces the ignition voltage and shortens the high-enthalpy
phase, trimming energy per mole by E40%. Second, a double-
swirl vortex insert accelerates convective quench and has been
shown to cut NO2 from 180 ppm to 45 ppm at constant
throughput.186 With both measures, the gliding-arc platform
could plausibly reach 1 MJ mol�1.

Microwave vortex plasmas (Fig. 10f) confine the discharge in
a cold-wall resonator where azimuthal swirl stabilises a low-
pressure plasma core (o10 torr equivalent) inside an ambient-
pressure sheath. Electron densities of 1014 cm�3 and mean
electron energies near 4 eV preferentially populate vibrationally
excited N2 without raising bulk gas temperature above 600 K.
Kelly and Bogaerts achieved 3.8% NOx at 2 MJ mol�1.187 Scaling
studies demonstrate a linear rise in NO output with microwave
power up to 5 kW while the specific energy cost plateaus near
2 MJ mol�1 NO, indicating appreciable headroom for opti-
misation. Pulse-width modulation that interleaves 200 ms
high-power bursts with 800 ms low-power holds increases the

N2(v) fraction and curtails wall losses, suppressing NO2 from
60 ppm to 30 ppm.188

DBD (Fig. 10g) is frequently applied due to its simplicity,
atmospheric-pressure operation, and scalability. However, their
performance in NOx synthesis is limited by high energy costs
(typically 415 MJ molN

�1) and modest NOx concentrations
(o1%) regardless of the catalyst packing. The presence of a
high reduced electric field (generally 4100Td) results in ele-
vated electron energies being primarily consumed in electronic
excitation, thereby leading to low overall energy efficiency.189

The low NO concentration and high energy consumption make
it challenging for DBD to be directly coupled with gas-fed MEA
for efficient NORR when using air as the feedstock, despite its
relative ease of scalability.

Across all modes, shaping the reduced electric field to
5–100Td emerges as the universal design rule: below 5Td N2

excitation is too weak, above 100Td the density of vibrationally
excited N2 species rapidly decreases and is instead dominated
by electron-impact dissociation, which leads to increased
energy consumption.184 High-peak-power pulse modulators
therefore adopt rise times o5 ns and repetition rates tuned
so that the root-mean-square E/N sits in the 50Td window while
maintaining average current densities of 5–10 A cm�2.
Complementary rapid-quench hardware is indispensable.
Water-jacketed quartz tubes provide 400 K s�1 cooling but add
15 kPa pressure drop; supersonic Laval-nozzle ejectors achieve
4106 K s�1 with o5 kPa penalty and are increasingly favoured
in compact modules, mirroring quench concepts borrowed
from steam-cracking furnaces.

5.2.3 Effluent conditioning: quench, purification and
humidity control. The plasma reactor must hand over a gas
stream whose temperature, composition and humidity lie
inside the narrow envelope without erasing the energy gains
of the discharge, which demands a tightly integrated condition-
ing train whose total overhead remains below 0.20 MJ mol�1

NO. Four hardware blocks are required: rapid quench, catalytic
scrubbing, membrane drying and low-pressure adsorption.

Quench exchangers arrest homogeneous NO oxidation by
removing enthalpy within the first 2 ms of residence. Water-
jacketed quartz tubes provide cooling rates near 4 � 102 K s�1

but impose a 15 kPa pressure drop, equivalent to 0.03 MJ mol�1

compression work at 40% blower efficiency.190 Laval-nozzle
ejectors accelerate the stream to Mach 1.6, removing heat at
4106 K s�1 while limiting back-pressure to o5 kPa and cutting
the parasitic load to 0.01 MJ mol�1 NO.187 This step arrests NO2

formation and freezes the vibrational distribution that under-
pins the favourable energy cost of the discharge.

Residual O2 and NO2 are removed in a short-contact catalytic
scrubber that operates at 350 K and 1 bar. A bimetallic Pt–Ru
gauze converts O2 to H2O and reduces NO2 to NO using a 1% H2

bleed, achieving complete removal at space velocities up to
60 000 h�1.191 The exotherm raises gas temperature by only
8 K, and the additional hydrogen consumption contributes
o0.02 MJ mol�1 to the specific energy cost.

Humidity control follows in a polymeric hollow-fibre mem-
brane dryer. At 298 K and 1 bar, a polypropylene shell-side
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sweep can depress the dew point to 5 1C, equivalent to E1 wt%
H2O. Bench permeance values of 3 � 10�7 mol m�2 s�1 Pa�1

imply that treating a 10 slm plasma effluent (7.4 � 10�3 mol s�1)
and removing E1.5 � 10�4 mol s�1 H2O requires about
0.18 m2 active area, not 0.02 m2 as originally stated.192 The
associated pressure drop remains o2 kPa, and blower work
therefore adds o0.001 MJ mol�1 NO to the energy balance.

Finally, trace N2, Ar and H2O that would otherwise dilute the
electrolyser feed are stripped in a single-bed pressure-swing
adsorber loaded with Li-LSX zeolite. Cycling between 1.1 bar
and 0.25 bar at a 30 s period removes inert ballast and raises
the NO mole fraction from 2.0% to 4.0% while recovering 92%
of the NO mass. Vacuum desorption and repressurisation
together incur an energy penalty of E0.08 MJ mol�1 NO at
45% blower efficiency, consistent with adsorption-cycle audits
for low-pressure Li-LSX units operating at similar step times.193

5.3 Secondary gas-handling constraints

5.3.1 Impurity removal. In plasma-integrated NORR sys-
tems, one of the most critical requirements is the delivery of NO
streams to the electrolyser with sufficient purity to preserve
catalyst selectivity and membrane stability.172,194 While plasma
air oxidation typically yields low-conversion gas mixtures con-
taining a few percent NO, downstream gas-conditioning mod-
ules must remove excess O2 and co-produced NO2 to achieve
post-treatment impurity levels below 50 ppm. These purifica-
tion steps, via catalytic absorption, quenching beds, and con-
trolled drying, are essential to prevent side reactions and
maintain electrochemical efficiency, even if the NO fraction
entering the electrolyser remains in the low percentage range.

5.3.2 Humidity management. Analogous challenges in CO2

electrolysis offer practical lessons: in gas-fed CO2RR cells,
membrane performance and product selectivity deteriorate
rapidly if the feed gas is not adequately conditioned.173 Main-
taining relative humidity within �2 1C of the target dew point is
critical to avoid two competing failure modes: membrane
dehydration, which increases ionic resistance and destabilises
adsorbed intermediates, and flooding, which blocks gas-
accessible pores within the gas diffusion electrode. Moreover,
even low-level oxygen ingress, exceeding 10 ppm, can oxidise
catalysts, shift reaction pathways, and lower CO2 conversion.
These findings are highly transferable to NORR systems, where
NO’s volatility and its partially reduced intermediates (NOH*,
NH2OH*, HNO*) make the local hydration state and electric
field at the membrane interface particularly sensitive. Inade-
quate humidification promotes membrane dehydration and
desorption instability, while excess humidity fosters flooding,
impeding gas–liquid contact that is essential for NO delivery
and intermediate turnover. Trace O2 levels further complicate
selectivity by oxidising NO to NO2 or N2O, redirecting the
reaction away from ammonia. Empirical studies in related
electrochemical systems have shown that even transient devia-
tions from optimal humidity or oxygen content, such as �5%
relative humidity or O2 spikes above 100 ppm, can reduce
membrane lifetimes by 20–40%, due to cumulative oxidative
damage and ionic transport disruption.195 Therefore, precise

regulation of dew point and O2 content is not merely an
operational parameter; it is a quantitative durability constraint
that must be embedded into the gas-handling architecture of
NORR stacks.

5.3.3 Pressure control. Nevertheless, it is neither necessary
nor desirable for the NO stream to be pure. In fact, NO
concentrations in the range of 0.5–2% (5000–20 000 ppm) are
already consistent with plasma air oxidation outputs and are
well within the operational range of GDE-based electrolysers.
These dilute concentrations are sufficient to sustain selective
NO reduction provided the system architecture supports rapid
mass transport and maintains adequate surface coverage. GDEs
with engineered porosity, hydrophobicity, and gas-channel geome-
try can accommodate low-partial-pressure NO feeds while still
achieving partial current densities exceeding 100 mA cm�2.196

At these levels, HER remains suppressed, and the production rate
is predominantly limited by interfacial mass transfer rather
than thermodynamic NO activity. Operating at 0.5–2% NO (5000–
20 000 ppm) is sufficient for selective reduction; maintaining a
slight positive pressure differential (Dp = pgas � pliq E 0–5 kPa)
prevents flooding and electrowetting.

5.4 Electrolyser interface design

In electrocatalytic NORR systems, sustaining high faradaic
efficiency and long-term stability hinges critically on the purity
and concentration of the NO feedstock. Real-world NOx efflu-
ents, however, are rarely pure and often contain a mixture of
NO, NO2, O2, water vapour, and other minor components.
These impurities can poison active sites, alter reaction path-
ways, and accelerate membrane degradation. This requirement
underscores why we identified plasma as the most reliable
method for generating NO at low concentrations on demand.

The literature indicates that even trace amounts of O2

and NO2 can negatively impact the selectivity of ammonia
formation.197 In particular, O2 has been shown to promote
the competitive reoxidation of NO back to NO2 and N2O,
thereby redirecting the reaction away from the desired NORR
pathway.198 Moreover, the presence of O2 and other reactive
oxygen species can modify the reaction network by enabling
additional pathways for nitrite formation and N2O evolution,
both of which deplete NO from the catalytic cycle. Conse-
quently, pre-treatment strategies to reduce the oxygen content
of the feed gas are indispensable. Industrial gas-separation
processes, including membrane separation and gas-absorp-
tion scrubbing, have been investigated to lower O2 concentrations
at the source.199,200

In the context of NORR, membrane separation technologies
have emerged as particularly promising. Zeolite membranes,
for instance, have demonstrated excellent molecular-sieving
properties due to their well-defined microporous structures
and high selectivity for NO. Pasichnyk et al. employed mole-
cular dynamics simulations to systematically evaluate the per-
formance of purely siliceous CHA and DDR zeolite membranes
for ternary NO/N2/O2 gas mixtures.201 Their findings showed
that both membrane types effectively retained NO, blocking its
permeation while allowing relatively high fluxes of N2 and O2.
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Potential-of-mean-force calculations revealed a substantial
energy barrier for NO transport across the zeolite pores, under-
scoring the physical mechanism of selective NO retention.

Beyond zeolites, MOFs with coordinatively unsaturated
metal sites have been explored for their superior NO capture
performance. Hu et al. synthesised a bimetallic Ni0.37Co0.63-
MOF-74 via solvothermal routes and demonstrated an impress-
ive NO adsorption capacity of 174.3 cm3 g�1 at ambient
conditions.202 Inspired by this success, Pan et al. integrated a
MOF layer onto GDEs to create a multifunctional electrocataly-
tic flow reactor.203 In this hybrid system, the MOF layer con-
centrated NO from a dilute 2% feed, directing it to a
bifunctional Cu|Ni/NiO catalytic interface that converted NO
to NH4

+ and NO3
�, which coupled to form NH4NO3 in situ. Even

at ultra-low inlet concentrations of 20 ppm NO, the MOF-
modified GDE doubled the yields of NH4

+ and NO3
� compared

to an unmodified GDE, highlighting the potential of MOF-
functionalised interfaces to simultaneously address capture,
mass transfer, and catalytic conversion.

Such integrated purification-conversion designs resonate
strongly with strategies developed in the CO2 and CO reduction
communities. For instance, in gas-fed CO2 reduction cells, trace
O2 in captured CO2 streams can poison active sites and degrade
membrane performance. Researchers have employed pressure-
swing adsorption, membrane-based gas purification, and
chemical absorbents (like amine scrubbing) to selectively
remove O2 and other oxidants prior to electroreduction.204

Analogous principles can be directly applied to NORR: low-
pressure swing adsorption modules or amine-based O2 scaven-
ging can mitigate reoxidation challenges at the NO feed inter-
face. Moreover, GDE-based flow cells in CO2RR have integrated
CO2 capture directly within the cathode architecture using
amine-functionalised layers.205 This approach has shown
stable performance and high faradaic efficiency for carbon
products over long operation periods, providing a robust basis
to mirror in NORR systems. However, direct applicability
remains to be experimentally verified.

Dew-point management is another vital aspect of gas con-
ditioning. In NORR, water vapour levels must be carefully
managed: some hydration is essential for proton conductivity,
but excess moisture can promote NO disproportionation to
nitrite (NO2

�), an intermediate that diminishes ammonia
yields, as observed in plasma nitrogen fixation studies.206

Conversely, insufficient hydration can lead to membrane dehy-
dration, increasing the area-specific resistance and destabilis-
ing adsorbed NO-derived intermediates. Analogous challenges
have been documented in CO2-fed GDEs, and recent studies
have explored mitigation strategies such as precise humidifica-
tion control and membrane optimisation to overcome these
challenges, a promising avenue that could be adapted for
NORR.207 These findings underscore the need for precise
dew-point control to ensure consistent gas–liquid equilibrium
at the triple-phase boundary.208

For NO feeds, this translates to a delicate balance: humidifi-
cation must maintain membrane hydration and proton conduc-
tivity while minimising water-induced NO conversion to nitrite.

Membrane humidifiers and enthalpy exchange modules, as
widely adopted in PEM fuel cell systems, offer well-established
engineering strategies that can be adapted for NORR stacks.
These modules operate by exchanging heat and moisture
between the incoming and outgoing gas streams, ensuring
thermal and moisture stability even under fluctuating loads.
While direct studies in NORR are limited, these concepts align
with insights from CO2RR and other gas-fed electrochemical
processes.209 Applying these strategies to NORR could prove
similarly effective, although direct applicability remains to be
validated through systematic experimental studies.

Beyond purification and hydration control, the composition
of the gas feed itself is a crucial determinant of NORR perfor-
mance. While conventional wTable 1ater electrolysers can
operate with near-pure hydrogen and oxygen streams, NORR
must contend with NO streams containing 0.5–5% NO, co-
produced O2, and variable humidity levels. Studies on CO2

electrolysis indicate that even low concentrations of O2 can
significantly diminish selectivity and catalyst stability due to
the preferential reduction of O2 over CO2.207 For NORR, the
challenge is compounded by the fact that NO-derived inter-
mediates (such as NOH*, NH2OH*) are themselves prone to
oxidation. Therefore, while achieving impurity levels below 50
ppm O2 is a critical design target for downstream gas-
conditioning modules, it is also possible to explore catalysts
that are more resilient and selective under these conditions, an
avenue that warrants parallel investigation to reduce system-
level purification burdens.

Strategies to meet these targets include catalytic deoxidation
beds, typically composed of noble metal catalysts (like Pt/Al2O3)
that selectively scavenge O2 without perturbing NO partial
pressures. These have been demonstrated in CO2 feed gas
conditioning for electrolyser applications and can be adapted
for NO streams. In addition, controlled drying (via molecular
sieves or membrane dryers) is essential to stabilise dew-point
fluctuations and prevent downstream flooding of the GDE. In
PEM fuel cells, drying strategies have evolved to leverage
membrane-integrated dew-point control,210 an approach that
can inform future NORR system designs.

In perspective, the interplay of gas conditioning, impurity
management, and dynamic humidification represents a complex
but tractable engineering challenge. The lessons learnt from CO2

and CO electroreduction, where gas capture, impurity removal,
and water management are already commercialised at multi-MW
scales, provide a robust foundation for NORR adaptation.
However, the distinct chemical reactivity of NO and its inter-
mediates necessitates tailored gas-conditioning strategies that
address both the unique challenges of NO chemistry (notably,
the reactivity of NO-derived species with trace oxidants) and the
mechanical stability of the overall system. This perspective
argues that such integration is not merely ancillary but central
to realising the high selectivity and long-term stability of NORR,
particularly when coupled to non-thermal plasma modules
producing NO in dilute air feeds.

Looking forward, emerging materials such as dual-
phase zeolite–MOF composites, ionomer-stabilised MOFs, and
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nano-engineered perovskite oxygen scavengers offer exciting
avenues for gas-conditioning modules that simultaneously
capture, purify, and modulate the chemical microenvironment
of NO streams.211,212 For instance, metal-free carbon–MOF
composites, recently demonstrated in CO2RR gas handling,
could offer high selectivity for NO adsorption while preserving
the integrity of downstream ionomer membranes.213–215

5.5 Gas diffusion electrolysers

5.5.1 Cell configurations & GDE fundamentals. Modern
electrocatalytic NO-to-NH3 synthesis employs two primary reac-
tor formats: conventional aqueous-phase electrolysers and gas-
diffusion electrode flow cells (GDEs, Fig. 11a).194 In the latter, a
membrane electrode assembly (MEA, Fig. 11c), comprising an
ion-exchange membrane sandwiched between catalyst layers
deposited on porous gas-diffusion layers, facilitates simulta-
neous gas- and liquid-phase transport to the reaction interface.

Conventional single-chamber, three-electrode cells remain
popular for early research due to their simplicity and ease of
control. However, they suffer from cathode–anode crossover:
oxidized intermediates diffuse through the electrolyte or
membrane back to the cathode, consuming NH3 and deactivat-
ing active sites.216 These systems also exhibit sluggish NO mass
transfer, as gas must first dissolve into the bulk electrolyte
before reaching the catalyst.

To overcome these limitations, dual-chamber electrolysers
physically separate anodic and cathodic compartments with a
proton-exchange membrane (e.g., Nafion).217 his arrangement
curbs product crossover and side-reaction interference, preser-
ving selectivity by isolating the NH4

+/NH3 stream from oxidiz-
ing species.218 Yet even dual-chamber devices face mass-
transfer constraints for sparingly soluble gases like NO,
prompting a shift toward continuous-flow GDE architectures.

In GDE flow cells, the electrocatalyst resides at a gas–liquid–
solid triple-phase boundary: gaseous NO is fed directly through
a hydrophobic gas-diffusion layer while liquid electrolyte con-
tacts the catalyst from the opposite side.219,220 This configu-
ration drastically shortens diffusion paths, immediately
removes NH3 from the reaction zone to prevent secondary
oxidation,126 and decouples gas- and liquid-phase flows,
enabling stable operation at high current densities.

5.5.1.1 Design implications. Dual-layer carbon GDLs contain-
ing 15–20 wt% PTFE in the macroporous substrate and
r10 wt% in the microporous layer provide a break-in pressure
exceeding the Laplace threshold of sub-micrometre pores while
keeping gas-phase mass-transfer resistance below 0.5 s cm�1,
meeting the same criteria already validated for high-rate CO2

flow-by cells.221 Differential-pressure controllers (electronic
proportional valves linked to Dp transducers) must hold
pgas r pliq + 5 kPa under dynamic load to pre-empt electrowet-
ting events that would displace the gas–liquid interface.

Recent advances leverage 3D-structured flow-fields, embed-
ding baffles, pillars or micro-turbulators to disrupt laminar
layers and homogenise gas distribution in deep stacks.222

Feed-segmentation schemes subdivide the inlet manifold into

parallel sub-streams, ensuring balanced NO loading cell-to-
cell,223 while asymmetric inlet–outlet layouts tune local resi-
dence times to mitigate edge effects and assembly variances.224

All of these innovations must be benchmarked against the
target of Dp o 5 kPa under nominal load to avoid excessive
OPEX and preserve stable gas-phase operation.

GDEs, as extensively studied in CO2RR applications, create
short diffusion paths and large gas–liquid–solid triple-phase
boundaries.225–227 This proven enhancement of mass transport
and active-site delivery in CO2RR systems suggests a directly
analogous advantage for improving NO delivery and selectivity
in NORR. Cheon et al. developed a GDE-integrated flow electro-
lyser by doping nanoscale zero-valent iron onto a carbon-black
support and immobilising the composite on the GDE
surface.227 Under a 1% NO feed, the system achieves an NH3

faradaic efficiency as high as 96%, reflecting a strong synergy
between reactant transport across the gas–liquid–solid triple
phase boundary and catalytic activity. Density-functional-theory
calculations indicate that Fe sites effectively facilitate N–O
bond cleavage in the key H2NO intermediate, thereby enhan-
cing pathway selectivity toward NH3. Further modulation of
proton concentration in the electrolyte enables an NH3 produc-
tion rate of 1239 mmol cm�2 h�1 under a 10% NO stream, fully
validating the GDE architecture’s pronounced advantages in
accelerating NO mass transfer and converting low-concentration
reactants.

Shao et al. constructed a Cu6Sn5 alloy catalytic layer on a gas-
diffusion electrode and systematically assessed its NO-to-NH3

performance in both flow-cell and membrane-electrode assem-
bly electrolyser.130 In the flow cell, the directed flow field
and a stable gas–liquid–solid triple-phase interface enabled
the electrode to reach an ammonia partial current density of
1.373 A cm�2 at �0.23 V (vs. RHE), corresponing to an NH3

production rate of 10 mmol cm�2 h�1 with a faradaic efficiency
exceeding 96% (Fig. 11b). Singh-Morgan et al. utilised a porous
nickel catalyst in a membrane electrode assembly electrolyser,
achieving a faradaic efficiency for ammonia of 93% at
60 mA cm�2 with a 1% NO feed (Fig. 11d).228 Long et al.
reported a Cu foam electrocatalyst exhibiting a faradaic effi-
ciency of 93.5% and a yield of 517 mmol cm�2 h�1, although the
reliance on high-concentration NO gas poses limitations for
commercial applications.194 Subsequent scale-up in a MEA test
delivered B2.5 mol h�1 of ammonia at B2.6 V and 400 A,
decisively demonstrating the laminated membrane–electrode
architecture’s ability to lower ohmic resistance and sustain
industrial-level current densities.

Building on this concept, Pan et al. integrated a metal–
organic framework (MOF) layer with high NO-capture capacity
onto gas-diffusion electrodes.203 Adopting this strategy allows
creating an all-in-one electrocatalytic flow reactor that synergis-
tically captures and efficiently converts dilute NO streams, as
illustrated schematically in Fig. 11a. This approach mirrors
strategies in CO2RR, where amine-functionalised layers within
GDEs improve capture and conversion.205 Dew-point manage-
ment, critical for maintaining membrane hydration, also
borrows lessons from CO2RR, where improper humidification
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Fig. 11 (a) Schematics of the flow cell electrolyser configurations (b) A GDE flow electrolyser delivers an NH3 partial current density of 1417 mA cm�2 at
�0.23 V (vs. RHE) with a FE 4 96%130 Copyright 2023, Springer Nature. (c) Schematics of the MEA electrolyser configurations. (d) An MEA electrolyser
equipped with a porous Ni cathode achieves 93% NH3 selectivity at 60 mA cm�2 under a 1% NO feed.228 Copyright 2025 Cellpress (e) Schematic
illustration of electrochemical NH3 synthesis using a solid-oxide electrolyser. (f) A solid-oxide electrolyser operating at 650 1C attains an NH3 formation
rate of 1885 mmol cm�2 h�1 with a faradaic efficiency of 34.8%, underscoring the benefits of gas–solid separation50 Copyright 2022 American Chemical
Society (g) diagram of the Zn–NO battery (left) and the open-circuit voltage (OCV) of the assembled Zn–NO battery equipped with a Ni2P/CP cathode
(right). (h) A Zn–NO metal battery employing a Ni2P/carbon-paper cathode yields 62.05 mg h�1 mgcat

�1 of NH3 while simultaneously delivering a power
density of 1.53 mW cm�2 and an open-circuit voltage of 2.06 V, demonstrating pollutant valorisation coupled with energy conversion151 Copyright 2021
Royal Society of Chemistry.
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causes carbonate build-up and performance loss.229 Membrane
humidifiers and enthalpy exchange modules from PEM fuel cell
systems provide a starting point for NORR stack engineering.210

Beyond these examples, other GDE and MEA optimisations
draw directly from the CO2RR field. In CO2RR, engineering the
catalyst layer to control porosity, hydrophobicity, and ionic
pathways has been shown to improve triple-phase boundary
density and maintain long-term stability.209 These strategies,
such as adjusting ionomer content, controlling catalyst-layer
thickness, and employing mesoporous supports, are directly
transferable to NORR. Implementing ionomer-optimised
catalyst layers stabilises the electrolyte environment and enhances
selective NO conversion.

The integration of ionomer-stabilised MOFs, dual-phase
zeolite–MOF composites, and nano-engineered perovskite oxy-
gen scavengers further extends these lessons.211,212 These
materials offer promising avenues for gas conditioning and
NO purification, potentially reducing the purification burden
on the system while ensuring high selectivity and long-term
durability. Within this system, the MOF adsorptive layer first
selectively concentrates NO. Guided by the adsorption-energy
gradient across the bifunctional Cu|Ni/NiO interface, the
enriched NO is directionally conveyed to the catalytic layer,
where it is respectively converted into NH4

+ and NO3
�; these

species subsequently couple in the shared electrolyte to form
NH4NO3. Relative to the bare GDE, the MOF-modified GDE
substantially increases both the NH4

+ production rate and its
faradaic efficiency under a 2% NO feed. Even at an inlet NO
concentration of 20 ppm, the yields of NH4

+ and NO3
� are

enhanced by roughly twofold, confirming the superior capture-
and-mass-transfer capability of this novel gas-diffusion elec-
trode at ultralow NO levels.

5.5.2 Advanced flow-field engineering. Scaling up these
architectures also demands insights from industrial CO2RR
stacks. In large-scale CO2RR electrolysers, flow-field design
and channel geometry have been critical for maintaining uni-
form current distribution and minimising ohmic losses, con-
cepts that apply equally to NORR. Pressurised electrolyzers, like
those demonstrated by Yang et al. for NO-to-NH3 conversion,212

highlight the potential of high-pressure operation for enhan-
cing gas solubility and reaction rates. Their monolithic Cu
nanowire array electrodes sustained industrial-level current
densities of 1000 mA cm�2 for over 100 hours, a benchmark
for future NORR systems. Featuring a high density of Fe2+ active
sites, the Fe[S]/C-GDE achieves an NH3 faradaic efficiency of
97.2% and a 95.2% conversion rate under a 1% NO feed at
�1.3 V (Ag/AgCl), highlighting the flow-cell/GDE design’s excep-
tional current–density capacity (90.8 mA cm�2) and long-term
operational stability.

Beyond GDE-based flow electrolysers, researchers are also
exploring a variety of reactor architectures to further enhance
the conversion efficiency from NO to NH3. For example,
Kwon et al. devised a high-temperature solid-state electrolyser
employing an oxygen-ion-conducting ceramic electrolyte,
achieving NORR under ambient atmospheric conditions
(Fig. 11e).58 Operating at 650 1C, the device attained an NH3

production rate of 1885 mmol cm�2 h�1 with a faradaic effi-
ciency of 34.8% (Fig. 11f). Its solid-state electrolyser architec-
ture, characterised by facile gas–solid separation and a minimal
risk of electrolyte cross-contamination, shows strong promise
for industrial implementation. Although the present system
relies on elevated temperatures, strategic improvements such
as boosting the catalyst’s intrinsic activity and increasing
active-site density are expected to enable highly efficient, low-
energy NORR under ambient conditions, thereby offering a
sustainable pathway for green ammonia synthesis and NOx

waste valorisation. Building on this concept, Yang et al. devel-
oped a pressurised electrolyser incorporating a monolithic
electrode of hierarchically porous copper nanowire arrays (Cu
NWA), which delivered marked enhancements in both NH3

production rate and selectivity.112 The pressurised electrolyser
sustained stable ammonia production for over 100 h at an
industrial-scale current density of 1000 mA cm�2. In addition,
to achieve highly efficient and selective NO conversion under
ambient conditions, Sun et al. engineered an electrocatalytic
platform centred on a metal–NO battery, which integrates
ammonia synthesis, power generation, and pollutant valorisa-
tion into a single system (Fig. 11g).151 The Zn–NO metal battery,
featuring a Ni2P/carbon-paper (Ni2P/CP) cathode, achieves an
ammonia production rate of 62.05 mg h�1 mgcat

�1 while
simultaneously delivering a power density of 1.53 mW cm�2

and an open-circuit voltage of 2.06 V (Fig. 11h). These results
compellingly demonstrate the feasibility of metal–NO batteries
to couple highly selective electrochemical NH3 synthesis with
efficient energy conversion, thereby charting a new pathway
toward high-performance, sustainable nitrogen-cycle technologies.

5.5.3 Microstructural integration at the triple-phase
boundary. Effective flow-field design must be complemented
by electrode microstructure that sustains robust gas–liquid–
solid interfaces. Microchannel etching within the microporous
layer creates preferential pathways that lower tortuosity and equa-
lise local current densities under dynamic loads (Fig. 12a).72

Controlled hydrophilisation treatments of the GDL and catalyst
support tune wettability: hydrophilic zones aid electrolyte distri-
bution, while hydrophobic domains preserve gas permeability
and prevent electrolyte breakthrough.227,230 Furthermore, graded
ionomer distributions concentrate ionic pathways near the
catalyst–electrolyte interface, minimising flood-prone regions
deeper within the layer.231,232 This co-design of macro- and
micro-scale features ensures that triple-phase boundaries
remain active and stable, enabling sustained current densities
Z hundreds of mA cm�2 at 490% FE over extended operation
without flooding or salt crystallisation.

Gas-diffusion electrodes developed for CO2 or O2 electro-
catalysis are often operated in either a flow-through (Fig. 12b)
or a flow-by (Fig. 12c) regime, the choice being dictated largely
by mass-transfer gains versus flooding risk. For nitric-oxide
reduction, however, the geometry is not merely an engineering
preference; it is essential to maintaining the reaction pathway
itself. In a flow-by configuration the NO feed is introduced at
the rear of the cathode and diffuses only a few tens of micro-
metres to the catalyst layer, while the product NH3 leaves in the
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same gas stream. This lateral, rather than through-plane,
transport preserves an unmixed gas phase on the catalyst side
and keeps the liquid electrolyte on the opposite face of the
porous layer. Experimental analyses of CO2 electrolysers show
that when Dp = pgas � pliq is held slightly positive (0–5 kPa) no
gas bubbles enter the catholyte and no electrolyte penetrates
the GDL pores, a regime that sharply reduces ohmic loss and
hydrodynamic stress compared with flow-through operation.
These hydrodynamic principles translate directly to NO
reduction: stable capillary exclusion of catholyte is the only
means of ensuring that both reactant and product remain in
the gas phase at technologically relevant current densities.

The criticality of flow-by geometry for NORR extends beyond
merely engineering preference into fundamental reaction con-
trol. Ensuring lateral diffusion of NO from the rear of the
cathode guarantees that both reactants and products remain
exclusively gaseous. This configuration prevents undesirable
mixing with electrolytes, preserving reaction selectivity, effi-
ciency, and pathway stability. Maintaining such strict separa-
tion avoids the rapid autoxidation of dissolved NO into nitrite

and nitrate species, significantly improving ammonia yields and
operational stability compared to flow-through configurations.

Chemically, the flow-by configuration significantly enhances
product purity and reaction pathway integrity. When NH3

remains entirely gaseous, it bypasses the ionization into ammo-
nium ions (NH4

+) that typically occurs upon contact with liquid
electrolytes at neutral or near-neutral pH, thereby circumvent-
ing costly downstream separation processes. This strategic
spatial control directly aligns with the fundamental thermo-
dynamic advantage inherent in NORR, reinforcing its economic
and technical superiority over conventional aqueous-phase
nitrate reduction pathways.

This strict spatial control of reactants and products is espe-
cially critical given the chemical instability of dissolved NO. In
aerated aqueous media, it undergoes third-order autoxidation
(rate law �d[NO]/dt = k[NO]2[O2]; k E 3 � 106 M�2 s�1 at 22 1C)
to yield nitrite and, sequentially, nitrate, thereby diverting the
nitrogen pool toward the five-electron NO3RR pathway and
eroding faradaic efficiency for NH3.233 Such chemical drift
is negligible when NO never contacts the bulk electrolyte,

Fig. 12 (a) Microstructural rendering of the catalyst-ionomer–pore network at the triple-phase boundary. (b) Flow-by mode. NO-rich gas sweeps
laterally across the GDE surface adjacent to the electrolyte, keeping gas saturation below B40%, suppressing flooding and nitrite/nitrate salt
crystallisation, and allowing NH3 to leave exclusively in the gas stream, so a simple condenser operating 5–10 K below cell temperature passively
captures 495% of the product while meeting occupational exposure limits. (c) Flow-through mode. Gas is driven through the porous electrode into the
electrolyte channel, which shortens diffusion distances but raises the risk of electrolyte intrusion, precipitate clogging, and pressure-loss penalties
familiar from CO2 electrolyser systems.
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a condition uniquely guaranteed by the flow-by architecture.
At 25 1C the same rate law gives a pseudo-first-order half-life of
o30 ms for 10 mM NO in air-saturated water (1.3 � 10�4 M O2),
an order of magnitude shorter than the 0.2–0.5 s residence time
of a 50 mm laminar diffusion film in typical GDEs.233

The same geometric argument applies to the product side.
At the near-neutral pH of typical catholytes (6 r pH r 8),
gaseous NH3 is quantitatively protonated to Z99.4% NH4

+ at
pH 8 (pKa NH4

+/NH3 = 9.25),234,235 forming soluble ammonium
ions that remain in the liquid phase. Once protonated, ammonia
cannot be recovered by simple condensation; instead, energy-
intensive ion-exchange or stripping steps are required, incurring
a separation penalty of 0.3–0.5 MWh tNH3

�1 in recent techno-
economic analyses. Ensuring that NH3 never crosses the gas–liquid
boundary, therefore collapses an entire downstream unit opera-
tion and preserves the thermodynamic advantage that motivates
NO electroreduction in the first place. Thus, adopting a flow-by
GDE architecture not only maintains reaction integrity but also
directly translates into considerable economic savings by eliminat-
ing energy-intensive separation processes.

Flow-by geometry further mitigates two principal chronic
failure modes well-documented in CO2 electrolyser systems: (i)
flooding-induced electrolyte intrusion and (ii) precipitation-
driven salt crystallization. In NORR, salt crystallization risks
are intensified due to rapid nitrite/nitrate formation from
dissolved NO autoxidation, occurring orders of magnitude
faster than carbonate precipitation observed in CO2 reduction.
Operando imaging confirms stable gas saturation in flow-by
operated GDLs, significantly reducing these critical failure
modes over long-duration operation. Recent operando X-ray
microtomography confirms that carbon-based GDLs operated
in flow-by mode maintain gas saturation below 40% even at
0.2 A cm�2, preserving triple-phase boundary integrity over
4100 h continuous electrolysis.236

5.6 Stack thermal management

As architectures approach their mass- and heat-transfer limits,
attention must turn to active management of stack temperature
and assembly precision. Effective thermal management in electro-
catalytic NO reduction stacks is essential because it governs not
only system stability and operational safety, but also the long-term
reliability and performance of the ammonia production process.
During operation, the thermal load in the stack arises from three
primary sources: the sensible heat of the incoming gas streams,
the exothermic enthalpy change associated with NO reduc-
tion reactions, and heat exchange between the stack and its
surroundings.237 While temperature control in laboratory-scale
single cells can be managed relatively easily due to small cell
volumes and limited heat production, industrial-scale stacks pre-
sent a much more demanding scenario. In these larger systems,
the substantial heat generated from electrochemical reactions
cannot be adequately dissipated by natural convection or radiative
losses alone, especially given the small temperature gradient
typically existing between the stack and its environment.238

Without robust thermal management, internal stack tem-
peratures will steadily rise, leading to performance degradation

and possible system failure. Excessive thermal gradients within
the stack can induce spatially heterogeneous reaction rates,
localised membrane dehydration, and mechanical stress due to
differential expansion of materials. Conversely, inadequate
stack temperatures retard electrochemical kinetics, limiting
current densities and overall ammonia yield, and can even
provoke catastrophic flooding events if condensation of water
or reaction byproducts occurs in unintended locations. To
prevent such failures, the thermal-management system must be
designed to ensure uniform temperature distribution throughout
the stack and to provide rapid heat removal across the full range of
anticipated operating conditions.

Industrial practice has adopted a range of thermal-
management strategies to address these challenges. These
include heat-sink-based passive cooling designs and active
liquid-cooling systems, which can be supplemented with aux-
iliary gas-cooling loops.239,240 For instance, heat-sink fins are
often added to external stack frames or endplates to increase
the effective heat-exchange area, facilitating more efficient heat
dissipation through convective and conductive pathways. In
addition, phase-change materials have been explored as inte-
grated components within cooling circuits. These materials can
absorb large amounts of latent heat during phase transitions,
acting as buffers to stabilise transient temperature spikes
during dynamic load conditions.241 Industrial practice has
adopted a range of thermal-management strategies to address
these challenges. These include heat-sink-based passive cool-
ing designs and active liquid-cooling systems, which can be
supplemented with auxiliary gas-cooling loops.239,240 For
instance, heat-sink fins are often added to external stack frames
or endplates to increase the effective heat-exchange area, facil-
itating more efficient heat dissipation through convective and
conductive pathways. In addition, phase-change materials have
been explored as integrated components within cooling cir-
cuits. These materials can absorb large amounts of latent heat
during phase transitions, acting as buffers to stabilise transient
temperature spikes during dynamic load conditions.241

Liquid-cooling approaches also benefit from innovations in
alternative coolants, which can offer superior thermal conduc-
tivity and lower viscosity compared to traditional water-glycol
mixtures. Studies have demonstrated that alternative liquid
coolants, such as fluorinated or dielectric fluids, can maintain
more uniform stack temperatures and reduce pumping power
requirements while preventing corrosion of sensitive catalyst
and membrane materials.242

Moreover, emerging design concepts such as condensing-
tower-inspired curved flow-field geometries provide avenues to
couple gas-phase heat and mass transport more efficiently
within the stack architecture.243 By leveraging such biomimetic
geometries, these approaches simultaneously enhance heat
dissipation and facilitate improved reactant distribution across
the catalyst layer.

5.7 Control architectures for operational stability

5.7.1 Assembly process and optimisation. In electrocataly-
tic NO-to-NH3 systems, multiple electrolytic cells are typically
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connected in series to form a complete stack capable of
delivering high reaction rates and robust output. This serial
architecture imposes stringent demands on manufacturing
precision and uniform stacking. Inevitable production deviations,
such as end-plate warping, structural deformation, and misalign-
ments, particularly pronounced in stacks employing metallic
bipolar plates, can severely impact stack performance.244 Non-
uniform compression during stacking, often seen as localised
end-plate bending, can degrade reaction environments and
cause performance heterogeneity.245 Mechanical stresses during
assembly also directly affect membrane durability and lifetime.246

To address these challenges, finite-element modelling and
analytical simulations have been employed to predict the
spatial distribution and evolution of stress, gasket compres-
sion, and current-density profiles during stack assembly.247,248

These numerical simulations provide visual insights into how
these assembly-induced factors influence overall stack perfor-
mance. It is equally essential to evaluate how dimensional
tolerances propagate in-plane and couple through stacked
layers, impacting final assembly geometry and operational
uniformity. Such systematic analysis underpins rational design
improvements in assembly protocols for scalable, durable, and
efficient NO-to-NH3 stacks.

While precise assembly and microstructural control form
the foundation for achieving uniform current distribution and
mechanical stability, ensuring long-term durability and perfor-
mance consistency necessitates an integrated monitoring and
control strategy. Such an approach leverages real-time data
streams and advanced digital twins to actively manage system
health and performance, as explored in the following section.

5.7.2 Predictive data-driven regulation. Beyond mechani-
cal precision and careful electrolyte and interface design,
achieving long-term stability in NORR systems requires real-
time, adaptive regulation of operating conditions and reaction
environments. This is especially important in plasma–electro-
lyser setups, where changing NO feed levels and varying power
needs put different kinds of stress on the reactor over time.
Data-driven control frameworks, including digital twins and
AI-assisted predictive models, emerge as powerful tools to
navigate these dynamic regimes. They complement material-
level robustness and flow-field engineering by enabling con-
tinuous sensing, rapid diagnosis, and proactive control of
system behaviour under real-world operating conditions.248

We will discuss how to integrate these advanced data strategies
to prevent system degradation and ensure stable, high-yield
ammonia synthesis during extended operation.

These data-driven strategies are similar to methods already
used in PEM fuel cells, where digital twins and predictive
maintenance systems are successfully used to handle sudden
changes in load, reduce mechanical damage, and extend the
life of the system. Additionally, advanced AI and machine
learning load-balancing methods used in power electronics,
like those for controlling frequency in microgrids, provide a
reliable model for handling the changing power demands in
plasma–electrolyser hybrids.249 By comparing fuel cell techno-
logies and CO2 reduction electrolysers, we highlight that the

durability of the stack depends on both the materials used and
how the system operates, including factors like evenness in
mechanical structure, control of humidity, and the manage-
ment of changing operational loads. These insights from
different fields show that it’s possible to include real-time
intelligence in NORR systems, creating a clear plan for increas-
ing operational lifetimes and ensuring reliable ammonia pro-
duction on a large scale. At the material level, mechanical
deformation of MEAs under repeated thermal and pressure
cycling can induce localised delamination, crack propagation,
and accelerated catalyst deactivation. This is reminiscent of
the degradation mechanisms in PEM fuel cell stacks, where
repetitive load cycles and humidity swings induce irreversible
polymer chain scission and catalyst layer restructuring, ulti-
mately reducing cell voltage by B40 mV over 1000 hours of
operation.250 Similarly, the repetitive expansion-contraction
cycles in plasma–NORR stacks, driven by fluctuating plasma
output and dynamic gas feed rates, can compromise the struc-
tural integrity of sealing gaskets and bipolar plates. High-
resolution digital image correlation mapping, which has been
applied to various mechanical systems and can be adapted and
extended to plasma–NORR stacks to visualise local strain dis-
tributions during load transients and identify weak points for
material reinforcement.

Humidity control remains critical to preserving ionic con-
ductivity and triple-phase boundary integrity. Excess hydration
promotes NO disproportionation to nitrite and nitrate, while
membrane dehydration degrades proton transport and
increases area-specific resistance. These lessons echo those of
PEM fuel cell stacks, where membrane water content directly
modulates both ionic conductivity and mechanical durability.
Emerging solutions include advanced ionomer chemistries
with tailored water-uptake behaviour (such as partially fluori-
nated poly(arylene ether) membranes) and dynamic humidifi-
cation modules leveraging enthalpy-exchange membranes, as
deployed in automotive PEM stacks.251 The direct adoption of
such modules in NORR stacks can stabilise local water activity
within the optimal 50–80 mV proton-availability window that
underpins selectivity to ammonia.92

During device-level integration of electrocatalytic NORR
systems, operational stability and durability constitute the
key metrics for assessing their potential for industrial
application.92 A stack comprises several critical components,
including electrodes, membrane materials, bipolar plates, cur-
rent collectors, end plates, and sealing elements, whose struc-
tural stability and chemical reliability exert a decisive influence
on the system’s overall performance.252 Performance degrada-
tion in the stack principally stems from material ageing, stress
concentration, and contaminant accumulation during opera-
tion and is manifested by diminished proton conductivity
of the membrane, loss of active sites, electrode deactivation,
and localised corrosion of the bipolar plates.253 Common failure
mechanisms of membrane materials include leakage, sulfonate-
group loss, and ionic contamination; leakage pathways can be
further classified into mechanically induced structural rupture
and chemically driven degradation caused by radical attack.
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Electrode performance deterioration primarily arises from the
depletion of catalytically active functional groups and micro-
scopic structural damage such as pore blockage. Degradation of
bipolar plates is manifested by diminished electrical conductivity,
localised cracking, and fatigue failure in regions of stress
concentration. Collectively, these failure pathways originate
from mechanical non-uniformities introduced during stack
assembly, operational temperature gradients and pressure
fluctuations, and electrolyte-distribution inhomogeneities that
give rise to current-density hotspots, thereby exacerbating pit-
ting corrosion.246

To counteract the diverse degradation pathways, it is essen-
tial, first, to engineer functional materials endowed with
heightened chemical and mechanical robustness and, second,
to slow ageing through system-level measures such as optimis-
ing operating parameters, homogenising fluid distribution,
and suppressing transient overloads. Moreover, establishing a
big-data-driven platform for stack-state modelling and opera-
tional control can furnish dynamic sensing and predictive
regulation of key operating parameters, thereby safeguarding
long-term system stability.254 To address potential component
failures or sensor anomalies, a highly robust fault-diagnosis
and fault-tolerant control architecture must be incorporated to
safeguard system stability and safety under non-ideal operating
conditions. Drawing on the modelling experience accumulated
for proton-exchange-membrane fuel cell systems, four principal
modelling paradigms can be adopted: mechanistic models;255

semi-empirical models;254 fully empirical models;256 and data-
driven models.256 Semi-empirical models incorporate empirical
correlations while preserving the core physical mechanisms,
thereby reducing computational complexity. In contrast, fully
empirical models dispense with internal reaction mechanisms
entirely, relying solely on experimental data fitting and thus

being well suited for rapid performance evaluation. Data-driven
models, constructed through large-scale data training, exhibit
strong predictive capability but depend heavily on extensive
offline datasets and significant computational resources. More-
over, as an emerging modelling paradigm, digital twins offer a
more forward-looking framework for the simulation of NORR
systems.257 By fusing physics-based models, sensor measure-
ments, and operational history, the system’s actual running
state can be dynamically represented in a virtual environment,
thereby enabling full-lifecycle modelling and forecasting of the
stack.258

Transient load handling is an equally crucial axis. Plasma-
driven NO generation is inherently dynamic, with minute-scale
fluctuations in NO concentration driven by renewable power
intermittency. If unmitigated, these variations can lead to
localised proton starvation, uneven current density distribu-
tions, and potential catalyst passivation.259 Furthermore, data-
driven approaches provide a transformative opportunity
already employed in other emerging fields.260,261 Machine
learning and AI models have successfully predicted membrane
dehydration and catalyst layer hot-spot formation in real-time,
as seen in studies leveraging digital twins, physics-informed
models, and advanced data analytics.262,263

Operational stability at scale also depends on managing gas-
phase NO delivery under real-world plasma fluctuations.
Studies in CO2RR stacks highlight that even 5–10% variations
in feed gas purity can halve selectivity and accelerate catalyst
deactivation.264 In NORR systems, transient re-oxidation of NO
to NO2 or N2O during plasma–electrolyser coupling will erode
ammonia yield unless the NO partial pressure is tightly stabi-
lised. Mitigation tools already proven for CO2-RR, fast-response
flow controllers, and membrane-based gas-recirculation
modules,263 can be ported directly to the NORR stack. Fig. 13

Fig. 13 Maps the key stack- and balance-of-plant trade-offs, flow-field layout, thermal management, and assembly tolerances for a stack architecture.
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decontaminates where these gas-handling solutions intersect
with the other balance-of-plant levers, flow-field layout, thermal
management, and assembly tolerances, providing a roadmap of
stack-level trade-offs that must be mastered before advancing
up the technology readiness ladder (TRL).

5.8 TRL-based roadmap for system integration

The scale-up of plasma–electrolyser hybrid systems for nitric
oxide reduction to ammonia should follow a structured TRL
framework inspired by the progression observed in PEM water
electrolysis and gas-fed CO2 reduction technologies while
addressing the molecular and operational constraints unique
to NO-based pathways. Fig. 14 presents the proposed TRL
development pathway and corresponding performance targets
for plasma-assisted electrocatalytic NO reduction across differ-
ent stages of technology maturation. At TRL 3–4, subsystem
components are tested independently: the plasma module
operates in batch mode, producing high-purity NO with mini-
mal NO2 (o50 ppm), while the electrolyser benchmarks catalyst
selectivity and stability using independently metered gas feeds.
At TRL 5, the architecture transitions to continuous-flow opera-
tion, with a low-power (20–40 W) plasma module directly
coupled to the electrolyser under steady-state conditions.
The system must demonstrate sustained performance over
100 hours at Z100 mA cm�2 while maintaining high selectivity
(490%) and stability across thermal, humidity, and gas-phase
operating regimes. Inline gas diagnostics track NO concen-
tration (ppm level), flow rate (sccm), and impurity suppression,
enabling correlation of faradaic efficiency with reactor ener-
getics. This phase mirrors the diagnostic-heavy stack condition-
ing typical in PEM platforms. At TRL 6–7, the system evolves
into a 1–5 kW modular pilot stack with embedded feedback
control. Plasma–electrolyser integration is tuned via closed-
loop regulation of NO feed rate, dew point, and discharge
energy, ensuring synchronisation between NO production
and electroreduction demand. Stack-level production rates
(420 g h�1) and selectivity (490%) are validated under

intermittent load, while real-time data capture enables predic-
tive maintenance and performance logging. Similar to CO2RR
stack-up transitions, pressure drop, flow uniformity, and ppm-
level NO2 breakthrough are actively managed using sensor
arrays and microfluidic manifolds. At TRL 8–9, the system is
deployed as a containerised field unit capable of delivering
50–100 kg of NH3 day�1 under variable renewable power.
Plasma generation is now fully automated, with duty cycle modu-
lation, impurity rejection, and energy consumption dynamically
adjusted via AI-assisted control. Cathodic productivity surpasses
0.02 g h�1 cm�2, and selectivity exceeds 95% under continuous
operation. Long-term metrics, such as start-up latency, uptime,
and stack durability, are benchmarked not against theoretical
maxima but against field-proven standards in PEM electrolysers,
where thermal management, current distribution, and redun-
dancy protocols define commercial viability.265 The technical
targets specified at each TRL stage reflect performance trends
already demonstrated in comparable electrified gas-conversion
systems and are extrapolated conservatively to ensure alignment
with realistic near-term engineering constraints.

6. Economic viability and market
translation
6.1 Integrated techno-economic assessment

We present a detailed techno-economic assessment of a hybrid
ammonia synthesis system that couples plasma-driven oxida-
tion of air to nitric oxide with electrochemical reduction of
nitric oxide to ammonia. The analysis builds upon a recent
scenario defined by a decentralised production unit delivering
91 t day�1 NH3, corresponding to the minimum scale for
commercial HB synthesis examined by Izelaar et al.32 Their
analysis, which applied consistent assumptions across five
major green ammonia routes, provides a high-resolution
benchmark for evaluating electrolyser-fed Haber–Bosch (eHB),
aqueous and solid-state nitrogen reduction, lithium-mediated
processes, and conventional steam methane reforming. Their

Fig. 14 Roadmap for TRL advancement of plasma–electrolyser hybrid systems for NORR.
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findings suggest that eHB will reach a levelised cost of ammo-
nia (LCOA) of approximately 672 USD t�1 by 2030 under
favourable electricity pricing. However, under more realistic
assumptions, including infrastructure and stack replacement
costs, the LCOA remains closer to 900 USD t�1 in 2030 and
declines below 800 USD t�1 only after 2035. Their projected cost
only declines below 800 USD t�1 in the mid-2030s, reflecting
gradual improvements in electrolyser capital expenditure and
energy sourcing. Other emerging electrochemical pathways,
such as high-temperature nitrogen reduction and lithium-
mediated processes, are projected to exceed 1000 USD t�1 until
at least 2035–2040. They concluded that lithium-mediated
systems, despite being mechanistically intriguing, face funda-
mental limitations in lithium recycling, current efficiency, and
sensitivity to air and moisture, and therefore are not expected
to become cost-competitive within the foreseeable future.
Consequently, we omit Li-mediated NRR from our subsequent
cost curves and sensitivity analyses, using it only as an upper-
bound reference because its projected LCOA (4USD 3000 t�1,
E146 GJ t�1 NH3) lies far outside the realistic cost-parity
window. High-temperature nitrogen reduction processes face
persistent selectivity and electrolyte degradation issues and are
often reliant on non-scalable solid-state configurations. More-
over, even as eHB continues to improve in cost and carbon
intensity, it remains centralised and capital-intensive, making
it an incremental improvement on the traditional process
rather than a transformative shift toward decentralised, fully
electrified, and renewable-driven ammonia synthesis.

Considering the comprehensive methodology and assump-
tions by Izelaar et al., we modelled their framework for hybrid
plasma–electrolysis, NORR, and used it for benchmarking
against other alternatives they have discussed. Accordingly,
we constructed a techno-economic model for our NORR path-
way using identical or closely matched assumptions to enable
meaningful comparison. Within this comparative framework,
the NORR pathway is assessed under both present-day and
forward-looking conditions. The base case adopts a plasma
energy demand of 2.0 MJ mol�1 NO, a figure that reflects the
lower bound of energy intensity reported for atmospheric-
pressure systems at kilowatt scale. A historical analysis of
reported plasma systems from 2013 to 2023 reveals a strong
temporal trend: median energy intensity has declined from
approximately 5.5 MJ mol�1 in 2013 to below 2.5 MJ mol�1 in
2023. This corresponds to an average improvement rate of
around 8% per year, attributed to innovations in discharge
stability, vibrational excitation control, flow-field design, and
quench engineering172

Projections based on this empirically observed trajectory
suggest that plasma energy consumption can realistically reach
1.0 MJ mol�1 by 2030. Near-term enablers include high-
frequency solid-state power electronics, improved gas-phase
residence time control, and partial energy recovery from hot effl-
uent streams. Beyond 2035, a further decline toward 0.5 MJ mol�1

is considered feasible. This step-change assumes that sub-
atmospheric energy efficiencies demonstrated decades ago
(as low as 0.3 MJ mol�1) can be partially replicated at ambient

conditions by deploying multiphase catalytic quenching beds
and continuously tuned hybrid microwave-radio-frequency
excitation.

Electrochemical conversion performance is projected with
equal granularity. Since 2018, current densities for nitric oxide
reduction on gas-fed membrane electrode assemblies have
increased from below 50 to beyond 100 mA cm�2, while
faradaic efficiency has improved from approximately 30% to
more than 60%. Under optimised operating conditions with
controlled gas feed and engineered gas-diffusion layers, fara-
daic efficiencies approaching 90% have been achieved at low
overpotentials, although sustained operation at these levels
remains confined to short-duration, single-cell studies. These
gains stem from improvements in catalyst morphology,
electrode structure, gas management, and electrolyte design.
Extrapolating conservatively based on the rate of past progress,
current densities of 350 mA cm�2 at 90% faradaic efficiency are
expected by 2030, reaching 500 mA cm�2 and 95% efficiency
by 2035.

Our techno-economic assessment is built upon five core
elements: plant scale, energy consumption, capital investment,
operating expenses (including operation and maintenance, and
labor), and financial performance over the plant’s lifetime.
We apply an interest rate of 4.28% and calculate the capital
recovery factor over a 20-year horizon. The LCOA is determined
by adjusting the NH3 selling price until the net present value of
all cash flows equals zero, ensuring that capital and operating
costs are fully recovered. We model a decentralised ammonia
facility sized at 91 t day�1 NH3, reflecting the smallest com-
mercial HB unit operating 333 day year�1 over a 20-year
horizon. For the plasma front end, we adopt a specific energy
requirement of 2.0 MJ mol�1 NO, consistent with current non-
thermal plasma nitric oxide synthesis data. We assume a
plasma generator capital cost of 666 670 USD MW�1 of installed
power. In line with established trends in electrolyser manufac-
turing of 4% reduction based on IEA projection, we assume a
similar annual reduction in plasma capital cost, which aligns
with our broader assumptions for cost evolution. Recent work
on plasma-based nitrogen fixation has demonstrated that
compact 20 W cascade-discharge units can achieve meaningful
yields at hardware costs as low as 40 USD, reinforcing the
scalability and cost-reduction potential of such systems.41

The gas-diffusion electrolyser operates at 0.3 A cm�2

and 90% faradaic efficiency, with stack capital costs of
15 876 USD m�2. We apply a 20% balance-of-plant factor,
2.5% O&M costs, and model labour costs based on a 20-
person workforce. Electricity prices are set at 0.03 USD kWh�1

in the near term and decline to 0.014 USD kWh�1 by 2050,
aligned with ARENA projections.

Fig. 15a presents the projected LCOA trajectories for our
NORR pathway under three scenarios: (1) no further innovation
beyond established nitrate reduction metrics (status quo cenario),
(2) gradual improvements in plasma energy consumption,
faradaic efficiency, and current density, and (3) full potential
across all modules. In all cases, cost reductions in plasma
equipment, electrolyser stacks, and electricity prices are
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Fig. 15 Techno-economic analysis of our proposed NORR strategy. (a) LCOA compared to alternative pathways. At 0.5 MJ mol�1 plasma energy and
500 mA cm�2 stack operation, targets within demonstrated learning curves, the NORR pathway reaches 720–760 USD t�1 by 2035, converging with the
most optimistic eHB forecasts while retaining its modular-deployment advantage. (b) Capital intensity and operational cost breakdowns as a function of
time, and (c) sensitivity analysis of cost highlighting key cost drivers and parameter sensitivities.
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consistently applied over the modelled time frame. Under the
status quo scenario, the LCOA is projected at 2292 USD t�1

in 2035, falling to 1576 USD t�1 by 2050. However, under a
transitional innovation scenario that incorporates realistic
performance improvements, including an annual 10% reduction
in plasma energy consumption until 2035 followed by 2% there-
after, along with 500 mA cm�2 current density and 95% faradaic
efficiency, the system achieves price parity with centralised eHB
around 2035 at approximately 730 USD t�1. A full potential
scenario, in which plasma energy is reduced to 0.2 MJ mol�1

and electrolyser efficiency reaches 100%, combined with sus-
tained cost declines in electricity and capital equipment, drives
the cost further down to 463 USD t�1 by 2050, undercutting both
eHB and fossil-based HB.

A detailed cost breakdown shows that electrolyser stacks
represent the largest capital component of the NORR pathway.
By 2035, they account for over 70% (3500 USD t�1) of the total
capital cost. In comparison, eHB is dominated by the capital
cost of the high-pressure synthesis loop. Operationally, electri-
city remains the largest single expenditure, followed by O&M
costs, both of which decline over time due to improved system
performance and scaling. Sensitivity analysis confirms that
electricity price is the most influential variable, followed by
plasma energy consumption (Fig. 15b). A 50% variation in
electricity cost changes ammonia price by over �800 USD t�1,
whereas a 50% swing in plasma energy changes cost by around
�640 USD t�1. In contrast, variations in electrolyser CAPEX and
faradaic efficiency result in smaller effects. These targets are
grounded in documented trends: electricity cost assumptions
align with International Renewable Energy Agency (IRENA)
projections, which anticipate a decline from 0.03 USD kWh�1

today to 0.014 USD kWh�1 by 2050, driven by infrastructure
scaling and policy-led renewable deployment. For the electro-
lyser, we adopt a baseline stack cost of 15 876 USD m�2 and
apply an annual 4% cost reduction in line with International
Energy Agency data. These declines mirror historical learning
rates observed in proton-exchange membrane electrolyser tech-
nologies. As plasma energy declines, the contribution of electri-
city to total operating expenses drops from 52% at 2.0 MJ mol�1 to
28% at 1.0 MJ mol�1. At the same time, capital intensity is
markedly reduced as current density scales: the cost of the
electrolyser stack per tonne of ammonia nearly halves between
200 and 500 mA cm�2. Meanwhile, enhanced faradaic efficiency
alleviates downstream burden by reducing residual nitric oxide in
the product stream, cutting purification and recycling costs by up
to 40%.

Our analysis identifies 2035 as the convergence point at
which plasma-based nitric oxide reduction can compete
directly with the most cost-effective green ammonia systems.
Given that electricity cost is the most dominant contributor to
the LCOA, the success of initiatives like Australia’s Solar
30-30-30 vision becomes particularly crucial. This national
target, aiming for 30% solar module efficiency and an installed
cost of 0.30 USD W�1 by 2030, would drive electricity prices
toward 10–15 USD MWh�1 or lower, dramatically reducing
operational expenditures for electrified chemical synthesis. Such

developments could decisively enhance the economic competitive-
ness of NORR. Beyond 2035, the intrinsic modularity, pressure
compatibility, and electrification potential of the system confer
unique advantages in distributed deployment contexts, such as
remote fertiliser production, hydrogen transport, grid-balancing
installations, and even clean energy export (Fig. 15c).

6.2 Commercialisation roadmap

6.2.1 Outlook. The global ammonia market, currently
valued at over US$220 billion, is projected to grow at a com-
pounding annual growth rate of 5.9% between 2025 and 2030.
Approximately 80% of ammonia is used for fertiliser manu-
facturing, which accounts for nearly 40% of the market value.
Beyond this, applications in pharmaceuticals, textiles, the mining
industry, and refrigerants, along with emerging markets such as
hydrogen transport and carbon-free fuels, are driving a more
diverse and dynamic demand landscape.

NORR represents a viable and competitive pathway for
electrified ammonia production among all electrochemical
technologies. Our TE analysis, supported by a comprehensive
literature review, identifies NORR as the most cost- and energy-
effective solution for decentralised ammonia synthesis. With a
credible pathway to cost parity with eHB within a decade and
potential competitiveness with fossil-based HB by 2050, this
emerging platform offers a research-driven trajectory toward
commercial viability. The relevant technical diagrams are
shown in Fig. 16.

These findings rest on a strong technical foundation. Along-
side improvements in electrolyser performance, NO generation
efficiency, and declining renewable electricity prices, key
enablers such as improved FE, stack design, and current
density are central to scaling the process. Our TRL roadmap
outlines a structured path from modular validation to inte-
grated systems. By comparing NORR with more mature tech-
nologies, we identify bottlenecks, define research priorities,
and map out feasible technical milestones.

Our TE analysis confirms that these milestones support
commercial viability. We now extend this framework to a
business-focused roadmap, illustrating how technical progress
in NORR can translate into commercial implementation. Draw-
ing from successful electrification case studies, government
programs, and policy instruments, we provide a forward-
looking strategy for the translation of NORR research into
real-world deployment.

Electrified and decarbonised ammonia production is evol-
ving along two primary commercialisation trajectories. The first
is a near-term retrofit strategy focused on decarbonising exist-
ing HB facilities by replacing steam methane reforming with
water electrolysis technologies such as PEMEL or AEL. These
systems generate hydrogen from renewable electricity rather
than natural gas, significantly lowering emissions while lever-
aging existing assets. For instance, Yara International is retro-
fitting its Pilbara plant in Australia with renewable-powered
electrolysers, while Fertiglobe, in collaboration with Scatec
and the Sovereign Fund of Egypt, is developing a 100 MW
PEM-based green ammonia facility in Ain Sokhna.
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Institutional funding mechanisms strongly support this
approach. The EU’s Innovation Fund has committed over h1
billion to first-of-a-kind clean energy demonstrations, several of
which target green ammonia. In the U.S., ARPA-E’s REFUEL
and SCALEUP initiatives have backed modular, grid-flexible
hydrogen and ammonia platforms. In Australia, ARENA has
supported projects like the QNP-Jemena consortium, which is
advancing renewable hydrogen-to-ammonia integration in
Queensland. These programs represent a robust and diverse
foundation of technical and financial enablers that help mitigate
early-stage risks and reduce LCOA through public procurement,
demonstration incentives, and blended finance strategies.

Beyond retrofitting, the mid-to-long-term strategy envisages
ammonia production fully decoupled from fossil inputs. This
model relies on synthesising ammonia from air, water, and
renewable electricity in stand-alone green facilities. More than
20 large-scale projects, spanning eHB retrofits and new
electrolysis-based routes, are currently underway or funded
across five continents. These projects include demonstration
systems in the tens of megawatts, as well as full-scale facilities
targeting production volumes in excess of 1 Mt year�1, backed
by capital investments ranging from hundreds of millions to
several billion US dollars.

One example is the NEOM Green Hydrogen Project in Saudi
Arabia, a US$8.4 billion venture by Air Products, ACWA Power,
and NEOM, which will use 4 GW of renewable energy to
produce 600 tonnes of hydrogen per day, ultimately yielding
around 1.2 Mt of green ammonia annually (Air Products, 2023).
In Australia, the H2U Eyre Peninsula Gateway Project plans to
expand from a 100 MW pilot to a 1.5 GW electrolyser array,
enabling production of up to 800 000 tonnes of green ammonia
per year (SA Dept. for Energy and Mining, 2023). Similarly, the
Australian Renewable Energy Hub (AREH), led by BP, aims to
develop 26 GW of wind and solar generation to support 9 Mt of
green ammonia and 1.6 Mt of hydrogen per year at full capacity,
potentially offsetting 17 Mt of CO2 annually (BP Australia, 2023).

These ventures employ a diverse range of technologies,
including PEMEL, SOEC, and hybrid electrolysis–Haber–Bosch
configurations. From an entrepreneurial perspective, they
exemplify successful capital mobilisation through public–
private partnerships involving sovereign wealth funds, venture
capital, and multilateral lenders. The investment structures
and deployment models of these projects offer instructive
parallels for early-stage NORR systems, especially regarding
risk allocation, financing instruments, and policy integration
frameworks.

Fig. 16 Commercialisation roadmap for NORR, illustrating TRL milestones, module-level performance benchmarks, alignment with commercial
readiness levels, and projected contribution to the global ammonia market by 2050.
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Beyond purely techno-economic considerations, NORR’s
distributed deployment model presents unique opportunities
and challenges with profound socioeconomic and environmen-
tal dimensions. Modular plasma–electrolyser systems can be
deployed near agricultural hubs, circumventing the high capi-
tal costs and rigid supply chains of conventional HB plants.
This decentralisation of ammonia production aligns with
efforts to stabilise fertiliser prices and ensure equitable access,
particularly in regions vulnerable to global fertiliser market
fluctuations and geopolitical tensions that have historically
shaped ammonia flows. For rural and emerging economies,
locally produced ammonia reduces reliance on imported
fossil-based fertiliser, bolstering food security and empowering
communities to integrate renewable energy for local fertiliser
autonomy.

Moreover, by decoupling ammonia synthesis from fossil
inputs, distributed NORR systems could foster new value
chains around renewable-based nitrogen management. This
approach directly supports broader decarbonisation goals,
aligning with international initiatives such as the EU Green
Deal, Australia’s Future Made in Australia policy, and the
African Union’s Agenda 2063, all of which prioritise resilient,
low-carbon agricultural systems as foundational pillars of
regional development.

While the environmental and climate benefits of distributed
green ammonia production are compelling, careful attention
must also be paid to the unintended consequences of NO–NH3

pathways. The controlled generation and handling of NO, a
regulated atmospheric pollutant, requires robust safety proto-
cols and regulatory frameworks to prevent localised air quality
degradation. Simultaneously, replacing nitrate-intensive agri-
cultural inputs with localised NO–NH3 platforms can signifi-
cantly reduce nitrate runoff and eutrophication in vulnerable
water systems, addressing a persistent environmental challenge
linked to intensive fertiliser use. Balancing these co-benefits
and trade-offs will necessitate proactive engagement with
environmental regulators and robust life-cycle assessments
that incorporate not just carbon intensity, but also broader
ecological impacts and social acceptance considerations.

6.2.2 Short-term (2025–2028): decentralised deployment.
The short-term commercialisation roadmap for NORR focuses
on decentralised, modular systems designed to operate at capa-
cities below 10 000 t NH3 year�1, collectively. This estimate
reflects the current maturity of plasma–electrolyser hybrids at
TRL 4–5, where batch-mode NO production and continuous-
flow electroreduction have been independently validated under
short-duration testing. Pilot systems in this category, such as
the 3.6 million USD NSF-funded project at Princeton, target
integration under intermittent renewable energy supply and are
projected to operate over 100–500 h cycles at modest current
densities. These systems are not yet optimised for volu-
metric throughput but serve to validate operability, energy
input profiles, and system stability under cycling loads.

Complementing this, the NSW Environmental Trust, through
its CleanTech R&D program, has awarded AU$1.5 million to our
laboratory at UNSW and our commercial partner to develop and

scale a hybrid plasma–electrolysis system for green ammonia
production powered by renewable electricity (NSW Environment,
2024). Companies such as PlasmaLeap and Nitricity are actively
developing plasma-based nitrogen fixation platforms, which are
crucial for reducing reactor costs and energy intensity, two of the
most critical techno-economic parameters outlined in this road-
map. Moreover, companies like Hysata, though focused on high-
efficiency hydrogen electrolysers, may support cost reductions in
electrolyser stacks for NORR if broader market adoption and
investment accelerate.

Deployments below 10 000 t represent a realistic and neces-
sary milestone toward larger commercial systems. They gener-
ate critical performance data on FE, gas purity, degradation
rates, and interfacial compatibility. These parameters inform
refinements to membrane architecture, plasma–catalyst syn-
chronisation, and load-following control. With successful vali-
dation and support from agencies such as ARPA-E and ARENA,
a limited number of early commercial demonstration units
might scale toward the 50–100 t year�1 threshold by 2028.
However, such outcomes will likely depend on bespoke funding
models, public–private partnerships, or pre-commercial offtake
agreements.

In this short-term phase (TRL4–5, up to 2028), NORR module-
level performance targets are set at o200–250 kWh kg�1 NH3

energy intensity and 40.02–0.05 g h�1 ammonia production per
device. These targets correspond to the partial current densities of
B0.001–0.005 g h�1 cm�2 typical of early demonstration reactors
prior to advanced GDE integration. They serve as quantitative
benchmarks to validate laboratory-scale viability and inform
the progression to more integrated pilot stacks and mid-term
deployments.

Importantly, these first deployments function not only as
technical proofs-of-concept but also as vehicles for stakeholder
alignment, regulatory engagement, and supply chain mobilisa-
tion. A useful analogue is the recent commercialisation of
electrochemical CO2-to-CO technologies. Companies such as
Twelve scaled from TRL 3 to TRL 6 within five years by
deploying modular systems with targeted performance valida-
tion, aligned with strategic offtake partnerships.266 Similar to
NORR, these platforms began with o10 t year�1 deployments,
focusing on data generation, stack integration, and dynamic
load operation under renewables. The NORR platform can
mirror this path by prioritising high-visibility use cases, pre-
commercial pilots, and modular BoP engineering.

Importantly, early design of control architectures and diag-
nostic frameworks will be essential, as CO2RR scale-up chal-
lenges, such as membrane durability, impurity management,
and stack balance, are well documented.267,268 They help
validate stack architecture, lifetime cost models, and perfor-
mance logging systems, laying the foundation for NORR’s
evolution toward regionalised mid-scale systems in the 2030s.

Small-scale projects can also access enabling policy frame-
works, such as ARPA-E’s SCALEUP and ARENA’s Advancing
Renewables Program, both designed to bridge early-stage
breakthroughs with field demonstrations and facilitate the
transition from TRL 3–5 to pilot-scale deployment.
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6.2.3 Mid-term (2028–2035): regional expansion. In the
mid-term commercialisation roadmap, the NORR platform
progresses from decentralised demonstration systems to
regional production facilities operating at capacities that still
collectively contribute to below 1 Mt NH3 year�1. This range
reflects the practical upper bound for TRL 6–7 systems, con-
sistent with performance and deployment metrics observed in
analogous PEMEL268 and CO2RR269 technologies. For instance,
PEM electrolysers operating at 1–10 MW scale, typical of TRL
6–7 demonstrations, achieve 200–2000 t H2 year�1. Translated
to ammonia synthesis, this equates to 1–10 kt NH3 year�1 only
at higher TRLs (8–9), where validated stack lifetimes and
industrial-level control redundancy are realised. In these mid-
term systems, NORR module-level performance targets of
o20–25 kWh kg�1 NH3 energy intensity and 420 g h�1

ammonia production per module, corresponding to partial
current densities of B0.02 g h�1 cm�2 at 470% faradaic
efficiency, anchor these production scales and serve as a critical
benchmark for engineering scale-up and market readiness.

Our TE analysis shows that by 2035, NORR systems operat-
ing at regional scale could reach cost parity with eHB,
contingent upon renewable electricity prices falling below
US$0.02 per kWh, FE exceeding 90%, and reactor stability
beyond 1000 h. These facilities will consolidate improvements
from the short-term phase, such as synchronised NO, electro-
lyser integration and adaptive power management.

At this stage, optimisation of BoP, NO storage and feed
systems, and system modularity will enable stable, semi-
continuous ammonia production in off-grid or distributed
energy environments. Battery buffering or hybrid solar-wind
integration will further enhance operational resilience.

Comparable trajectories can be observed in PEMEL com-
mercialisation. Companies like ITM Power and Sunfire
achieved mid-scale rollouts (1–10 MW) within five to seven
years through a structured approach of off-take agreements and
public capital support. Their stacks transitioned from sub-kW
lab modules to MW-class platforms by aligning stack hardware
development with industrial integration protocols.

NORR can adopt similar strategies. Vertical integration with
end-users (e.g., fertiliser blenders, decentralised fuel processors)
and standardisation of ammonia quality and origin could posi-
tion NORR as a differentiated, regionally adaptive platform.
Supportive policy instruments, such as Clean Energy Investment
Plans, carbon contracts-for-difference, or direct procurement via
sovereign tenders, could play a pivotal role in enabling this phase.

To further support investment at this stage, surplus renew-
able electricity presents a compelling opportunity. According to
IRENA, global renewable generation capacity is expected to
exceed 11 000 GW by 2030, with substantial overcapacity pro-
jected in regions such as Australia, MENA, and parts of Africa
during non-peak hours.270 NORR systems offer a dispatchable,
value-added load that can monetise this surplus, particularly in
settings where grid curtailment or time-of-day pricing creates
stranded energy resources.

Ammonia’s dual role as a fertiliser input and hydrogen
carrier strengthens its commercial case. Distributed NORR

systems could serve both local agriculture and emerging mar-
itime fuel markets, offering geographic and market flexibility.
With growing momentum behind green product certification,
carbon border tariffs, and guarantee-of-origin schemes, decen-
tralised ammonia production can capture regulatory premiums
and align with Scope 3 emission strategies. This is particularly
relevant as the EU Carbon Border Adjustment Mechanism
(CBAM) and Australia’s Guarantee of Origin scheme begin to
formalise embedded carbon reporting for imported ammonia
and derivatives, rewarding decentralised, renewable-based sys-
tems with reduced upstream transport emissions and traceable
green credentials.271,272

Companies already active in PEMEL, SOEL, hydrogen trans-
port, or CO2RR (e.g., ITM Power, Sunfire, Enapter, Twelve,
NetZero Tech Solutions, and Hysata) hold core competencies
directly transferrable to NORR. Their platforms in plasma
diagnostics, electrolyser design, and balance-of-plant integra-
tion position them to pivot or diversify into NORR pathways.
Government incentives targeting low-carbon fuels, such as the
U.S. Inflation Reduction Act (IRA 45 V), the EU Innovation
Fund, and ARENA’s clean hydrogen portfolio, may similarly
extend support to NORR via expanded definitions of renewable
fuels of non-biological origin (RFNBOs).

6.2.4 Long-term (post-2035): distributed scale-out. For
2050, we target each ammonia module-level performance of
o8–10 kWh kg�1 NH3 energy intensity and 450–100 kg day�1

ammonia production per modular unit, consistent with pro-
jected TRL 8–9 systems leveraging optimised GDE interfaces
and advanced stack designs. These targets are based on achieving
partial ammonia-producing current densities of B500 mA cm�2 at
490% faradaic efficiency, corresponding to partial ammonia
production rates of B0.05 g h�1 cm�2. This performance enables
a modular system with a B2 m2 active cathode area to produce
1 kg h�1 of ammonia, marking a substantial leap in productiv-
ity over current laboratory benchmarks. Explicitly stating these
relationships, linking partial current density, faradaic effi-
ciency, production rates, and active area, clarifies the path
to bridging laboratory insights with real-world commercial
deployment. Moreover, the total number of deployed NORR
modules can be dynamically scaled to match local electricity
availability, supporting flexible integration with intermittent
renewable resources and time-of-day power pricing. However,
unlike conventional scale-up pathways that culminate in cen-
tralised megatonne plants, the commercial strategy for NORR
diverges. Instead of converging toward single-site, capital-
intensive facilities, NORR will harness the unique advantages
of modularity and distributed deployment.

This distributed model mirrors the broader transformation
of the energy sector in the twenty-first century. The electrifica-
tion is no longer confined to high-value niches but is being
modularised, containerised, and replicated through factory-
built systems. Our TE analysis confirms that NORR can reach
cost parity with eHB by 2035. Yet, its strategic advantage lies
not just in competing on price, but in enabling production
models that decentralise risk, simplify logistics, and adapt to
local renewable supply and demand.
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The growing global surplus of variable renewable energy
creates stranded generation in many regions, particularly
during off-peak periods. Modular NORR systems act as intelli-
gent loads that can monetise this surplus, converting it into
ammonia for local fertiliser markets, microgrids, or hydrogen-
carrier applications. IRENA’s 2023 innovation brief on modular
energy systems emphasises this as a foundational transition in
renewable-based industrial design.273

From a business perspective, the NORR platform unlocks
new commercial models. Instead of requiring multi-billion-
dollar CAPEX and ten-year build-outs, companies can pursue
a ‘‘scale-out’’ strategy, rolling out dozens or hundreds of
pre-engineered units across distributed sites. This approach
reduces permitting complexity, aligns CAPEX with cash flow,
and allows for dynamic adjustment to market conditions.
Emerging markets in sub-Saharan Africa, Southeast Asia, and
rural Australia, where centralised HB supply chains are infea-
sible, could leapfrog directly to localised ammonia production
using containerised NORR systems.

The successful deployment of distributed CO2RR and hydro-
gen electrolysis platforms provides a strong precedent. Compa-
nies such as Enapter274 and H2Pro achieved rapid market entry
by focusing on modular hardware, factory-line production, and
pre-certified BoP integration. NORR can follow a similar path,
with production hubs focused on 10–500 t NH3 year�1 units
manufactured in parallel and installed near agricultural
demand centres or renewable energy corridors. These decen-
tralised units may exhibit higher capital intensity, estimated at
2000 USD per tonne of annual capacity versus 1100 USD for
centralised HB, primarily due to the absence of economies of
scale and the duplication of BoP and control infrastructure
across units. However, this cost structure brings critical bene-
fits. Smaller modular units are more affordable to individual
entities or startup ventures, enabling market entry in regions
or sectors where centralised facilities would be financially or
logistically prohibitive.

Furthermore, they are well-suited to attract venture capital
and mission-driven financing by aligning with scalable, low-
footprint business models. In effect, the trade-off in capital
intensity supports broader affordability and feasibility in dis-
tributed deployment, particularly where flexible, just-in-time
capacity is needed to capture intermittent renewables and serve
localised ammonia demand. Importantly, the techno-economic
analysis predicting cost parity with eHB by 2035 accounts
for both CAPEX and OPEX, meaning that a similar levelised
production cost can be achieved despite higher capital inten-
sity. For every 1 million USD invested in a decentralised NORR
unit, approximately 200 000 USD in annual operating margin is
achievable. In contrast, a centralised eHB system, requiring
around 3 billion USD in CAPEX, generates a comparatively
lower return per dollar invested. For example, a decentralised
NORR unit producing 500 t NH3 year�1 is expected to cost
B1 million USD in CAPEX, with OPEX around 150 000 USD per
year. This results in an estimated annual operating margin
of 200 000 USD based on total output and cost structure.
In contrast, a centralised eHB plant producing 1 Mt NH3 year�1

would likely require 2–3 billion USD in CAPEX due to the need
for both large-scale electrolyser capacity and synthesis infra-
structure and incur annual OPEX exceeding 400 million USD.
While centralised systems benefit from economies of scale,
they also face significant costs related to ammonia transport,
export infrastructure, and storage logistics. NORR systems
avoid these overheads by situating production near end users or
renewable corridors, cutting delivery emissions, and enabling
monetisation of carbon credits. Their modularity supports rapid
deployment, phased investment, and eligibility for decentralised
energy incentives and Scope 3 emissions reporting schemes.
These attributes make NORR not only technically competitive
but also financially attractive, particularly for startups, regional
developers, and investors seeking scalable, low-footprint solutions
aligned with energy and climate transitions.

This modular future also aligns with policy directions. The
decentralisation of industrial capacity is a priority in many
national energy strategies. Australia’s Future Made in Australia
Act, the EU’s Net-Zero Industry Act, and localised fertiliser
initiatives in India and Africa all provide avenues for NORR
adoption under government-backed procurement and green
industrial policy. Carbon border tariffs, Scope 3 emissions
reporting, and the Guarantee of Origin (GO) scheme will further
strengthen the case for local, low-emissions ammonia.

In this context, even if NORR reaches cost parity with eHB,
it offers strategic value through resilience, localisation, and
compatibility with intermittent power. Its future does not hinge
on displacing HB in centralised settings but on providing an
alternative where centralisation is a weakness, not a strength.
The long-term vision for NORR is not just one of technical
feasibility, but of reconfiguring the geography and economics
of ammonia supply for a distributed energy world. Taken
together, these insights show that NORR is not a derivative of
legacy ammonia systems, but a fundamentally different plat-
form, purpose-built for decentralised energy conditions, mod-
ular industrial policy, and region-specific deployment models.
We therefore invite the electrochemical, plasma-physics, and
agricultural-economics communities to adopt the quantitative
milestones catalogued herein and to converge experimental,
modelling, and policy efforts on this five-electron route to green
ammonia.
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S. Z. Andersen, R. Sažinas, M. Saccoccio, S. Li and
D. Chakraborty, ACS Energy Lett., 2021, 7, 36–41.

6 M. Capdevila-Cortada, Nat. Catal., 2019, 2, 1055.
7 I. McPherson and J. Zhang, Joule, 2020, 4, 12–14.
8 J. W. Erisman, M. A. Sutton, J. Galloway, Z. Klimont and

W. Winiwarter, Nat. Geosci., 2008, 1, 636–639.
9 C. J. M. van der Ham, M. T. M. Koper and D. G. H.

Hetterscheid, Chem. Soc. Rev., 2014, 43, 5183–5191.
10 H. Jiang, T. Li, Y. Gao, J. Fan, D. Gan, S. Yuan, L. Hong,

Y. Feng, J. Sun, Q. Song, T. Zhang, A. R. Jalili, P. J. Cullen
and R. Zhou, J. Energy Chem., 2025, 105, 630–668.

11 Z. J. Schiffer and K. Manthiram, Joule, 2017, 1, 10–14.
12 D. S. Mallapragada, Y. Dvorkin, M. A. Modestino, D. V.

Esposito, W. A. Smith, B.-M. Hodge, M. P. Harold, V. M.
Donnelly, A. Nuz, C. Bloomquist, K. Baker, L. C. Grabow,
Y. Yan, N. N. Rajput, R. L. Hartman, E. J. Biddinger, E. S.
Aydil and A. D. Taylor, Joule, 2023, 7, 23–41.

13 P. Koschwitz, D. Bellotti, C. Liang and B. Epple, Int.
J. Hydrogen Energy, 2022, 47, 25322–25334.

14 Electrolysers – energy system, https://www.iea.org/energy-
system/low-emission-fuels/electrolysers, (accessed June 6,
2025).
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