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1. Introduction

Study of transient absorption spectroscopy of a
D—-n—A structure aggregation-induced emission
luminogen and its photodynamic therapy applicationf

£ Jungiao Wang,:° Zaiyu Wang,* Ming Shao,“ Chen Zhang,®
9 Ryan Tsz Kin Kwok,*® Jacky Wing Yip Lam (2 *°

Siwei Zhang,
Xinmeng Chen,? Jianwei Sun,
and Ben Zhong Tang (2 *2¢

Photodynamic therapy (PDT) represents an emerging and noninvasive modality that has gained clinical
approval for the treatment of cancers, leveraging photosensitizers for optimal therapeutic efficacy. In this
study, we synthesized a photosensitizer (denoted as DTCSPP) exhibiting a donor—rn—acceptor (D—n—A)
structural motif. The DTCSPP manifests aggregation-induced emission (AIE) characteristics, along with
good biocompatibility and mitochondrial targeting capabilities attributed to its intrinsic charge and D—-n—-A
architecture. The excited-state intramolecular charge transfer of DTCSPP was systematically investigated in
both solution and aggregate states using femtosecond transient absorption spectroscopy (fs-TA). The fs-TA
results revealed that DTCSPP exhibited a more rapid and facile excited-state molecular motion in the
solution state compared to the aggregate state, implying the predominance of nonradiative decay in its
photophysical processes within the solution. Given its ability to simultaneously generate type | and type Il
reactive oxygen species and induce ferroptosis and autophagy in cancer cells, DTCSPP demonstrates
effectiveness in PDT at both cellular and in vivo levels. This study contributes a comprehensive
understanding of the excited-state intramolecular charge transfer dynamics of charged D-n—A type AIE
photosensitizers, shedding light on their potential application in PDT. The multifaceted capabilities of
DTCSPP underscore its promise in advancing the field of anticancer therapeutics, providing valuable insights
for the identification of anticancer targets and the development of novel drugs.

cancer treatment since its initial success in managing bladder
cancer in 1976."” Effective PDT relies on three essential ele-

Photodynamic therapy (PDT) has emerged as a noninvasive
therapeutic modality, and has garnered clinical approval for
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ments: photosensitizers, oxygen, and light. The photosensitizer
enriched in the tumor site can be activated by light, and the
relaxation process of electrons from the lowest unoccupied
molecular orbital (LUMO) to the highest occupied molecular
orbital (HOMO) is accompanied by generation of the reactive
oxygen species (ROS), leading to localized cell death and tissue
devastation. Photosensitizers can be divided into two categories
based on their mechanism of action. Type I photosensitizers
can react directly with the substrate by electron transfer to
produce a ROS like superoxide anion radical (*O,~), a hydroxyl
radical (*OH), and hydrogen peroxide (H,O,). In comparison,
type II photosensitizers can react with molecular oxygen to form
singlet oxygen ("O,) by energy transfer.® Photosensitizers, pos-
sessing high biocompatibility and remarkable ROS generation
efficiency, play a crucial role in the successful implementation
of PDT treatment.

Aggregation-induced emission luminogens (AIEgens) typi-
cally show weak fluorescence or nonfluorescence in the solution
state but enhanced emission in the aggregate form.* AlEgens
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generally possess a large Stokes’ shift, good biocompatibility,
and great luminosity, which have been certified to have great
potential in biosensing,®> imaging,® anticancer,” anti-infection,?
and photoelectronic device applications.’ Several AIE moieties,
such as tetraphenylethylene (TPE), siloles, and cyanostilbenes,
were reported.'® Photosensitizers with AIE (AIE-PS) features are
particularly promising in PDT treatment. Among them, the
donor-n-acceptor (D-n-A) structure AIE-PSs adopt an intra-
molecular charge transfer strategy to separate the HOMO and
the LUMO, which facilitates the intersystem crossing (ISC)
process from the lowest singlet state (S;) to the lowest triplet
state (Ty) and enhances the ROS generation.'" Additionally, the
reduced energy gap between S; and T; (AEs) in aggregates
results from strong D-A interactions.'” Charged AIE-PSs exhibit
enhanced proximity in three-dimensional space due to electro-
static interactions between positively charged AlEgens and
negatively charged biological species, suppressing nonradiative
transitions." Besides, the charged AIE-PSs inherit better water
solubility, and they can more easily target organelles such as
mitochondria.' Yin et al. reported a readily synthesized AIEgen
TPA-Pyr-BP, which employs a strong electron acceptor of pyr-
idinium and an electron donor of triphenylamine, proving an
elevated electron D-A interaction and intramolecular charge
transfer behavior."> Chen et al. reported two mitochondria-
targeted AIE-PSs (DTCSPY and DTCSPE) with charged D-n-A
structures. DTCSPY employs a comparatively rigid alkyne group
capable of hindering the nonradiative transition due to intra-
molecular motion and exhibits a better PDT for HT22 neuron
cells."® Hasrat et al. disclosed that a series of charged D-n-A
AIE-PSs displayed superior photosensitivity for active HepG2
cells, sensitively detecting lipid droplets."” Although many such
structure AIE-PSs have been reported and applied to diversiform
bioapplications,'**"*® the intramolecular charge transfer in the
excited states is still insufficiently studied due to the ultrafast
excited state relaxation process.'® To design novel and effective
AIE-PSs, detailed research on the excited states of charged D-n—
A AIE-PSs is pending.

In this work, a twisted skeleton AlEgen (labeled as DTCSPP)
with a charged D-n-A structure is synthesized. Our exploration
of the relaxation process of excited states harnessed the preci-
sion of femtosecond transient absorption spectroscopy (fs-TA),
unraveling the intricacies of intramolecular charge transfer.
Distinctly, the solution state exhibited a swifter and more facile
excited-state molecular motion than its aggregate counterpart,
highlighting the preeminence of nonradiative decay in the
photophysical processes of DTCSPP in the solution state.
Complementary verification through electron paramagnetic
resonance (EPR) measurements and fluorescent indicators
confirmed the dual capability of DTCSPP in generating both
type I ('O,) and type II (*O, and *OH) free radicals. DTCSPP
showcased good mitochondrial targeting and demonstrated its
efficacy for PDT at both cellular and in vivo levels for MDA-
MB-231 cells. This inquiry not only advances our comprehen-
sion of the intramolecular charge transfer dynamics inherent in
charged D-m-A structure AIE-PSs but also elucidates their
potential in pushing the frontiers of PDT applications.
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2. Results and discussion

2.1. Photophysical properties of DTCSPP

Introducing electron D and A groups into a n-conjugation system
is an effective approach for long-wavelength emissive AIEgens.
Fig. 1a delineates the molecular structure of the AIE-PS DTCSPP
with a typical D-n-A structure. Within this structure, the N,N-
diphenylthiophen-2-amine and 1-propylpyridin-1-ium groups serve
as the donor and acceptor moieties, respectively. Bridging these
components are benzene and a relatively rigid alkyne group,
forming a twisted skeleton. Notably, a positive charge is localized
on the pyridine nitrogen. To unravel the photophysical attributes
of DTCSPP, a comprehensive analysis was conducted employing
UV-vis absorption and photoluminescence (PL) spectroscopy. As
shown in Fig. 1b and Fig. S1 (ESI}), DTCSPP exhibits a noticeable
solvent effect due to its D-m-A structure. In dimethyl sulfoxide
(DMSO), the absorption peak manifests at 497 nm, while in
dioxane and dichloromethane (DCM), the peaks shift to 441 nm
and 531 nm, respectively. The PL peak symmetry centers around
560 nm in DMSO, dioxane, and acetone, exhibiting redshifts and
broadening in tetrahydrofuran (THF) and DCM. Delving further
into the AIE characteristics of DTCSPP in varying DMSO and water
fractions (fyaeer) in Fig. 1c and d, it is evident that the fluorescence
intensity in pure DMSO is relatively subdued. However, with an
increase in fyaeer, the PL intensity experiences an enhancement
accompanied by a redshift, which could be caused by twisted
intramolecular charge transfer and H-aggregation of the DTCSPP.
Transitioning to a DMSO : water ratio of 1:9 prompts the formation
of DTCSPP aggregate nanoparticles with a discernible particle size
of 119 nm (Fig. S2, ESIT). The relative fluorescence intensity (ctars = 7/
I,) registers a remarkable twenty-fold enhancement.

Moreover, in the solid state, a mass fraction of 2% DTCSPP
within a polymethyl methacrylate (PMMA) film exhibits inten-
sified emission at 680 nm, as elucidated through time-resolved
photoluminescence with a characteristic decay time of 17 ns,
markedly surpassing its solution state counterpart (Fig. S3,
ESIt). The heightened fluorescence intensity and prolonged
lifetime observed in the aggregate state signify the mitigation of
nonradiative transitions attributed to molecular motion.

2.2. Theoretical calculation and femtosecond transient
absorption spectra

To gain deeper insights into the molecular structure and
excited properties of DTCSPP, a density functional theory
(DFT) analysis was conducted. Fig. S4 (ESIT) and Fig. 2a present
the optimized geometries and electron cloud distribution.
Specifically, the optimized geometry illustrates a pronounced
dihedral angle within the stilbene segment, measuring 17.8°.
Simultaneously, the HOMO and LUMO electron clouds exhibit
a discernible spatial separation in DTCSPP. The HOMO elec-
tron cloud primarily localizes on the N,N-diphenylthiophen-2-
amine moiety, whereas the LUMO electron cloud is promi-
nently situated on the 1-propylpyridin-1-ium group. This spatial
distribution implies a distinct intramolecular charge transfer
excited feature within DTCSPP, accentuating its propensity for
dynamic electronic transitions.

This journal is © The Royal Society of Chemistry 2024
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Fig. 1
Concentration = 107> M. (c) Fluorescence intensities of DTCSPP in DMSO/w.
Jex = 500 nm. (d) The plot of relative PL intensity (oaie = ///p) of DTCSPP in

Fs-TA with the pump-probe system can monitor the evolu-
tion of the molecular excited states at the femtosecond scale.
Here, a 400 nm pump laser pulse was applied to excite the
DTCSPP in both the DMSO solution state and aggregate state
(mixture of DMSO:water = 1:9) (concentration = 10> M) to
study the influence of aggregation behavior on excited states.
The time-wavelength-dependent fs-TA color map (Fig. 2b and f)
provides a detailed depiction of the dynamic evolution of
molecular excited states. The negative induced optical density
(OD) observed around 450 nm corresponds to the stimulated
emission (SE) band, while the positive OD peak around 590 nm
indicates Excited State Absorption (ESA). The SE process eluci-
dates the sample’s return to the ground state from an unstable
excited state under the pump laser, accompanied by fluores-
cence generation. Meanwhile, ESA directly mirrors the internal
conversion of S, — S; and the molecular structural alterations
during the excitation process.

In the solution state, the evolution of the ESA peak from 50
to 900 fs, marked by a redshift from 480 nm to 602 nm (Fig. 2c
and d), is attributed to a molecular motion process, such as the
torsion of the molecular skeleton and rotation of the benzene
ring. The rotation of the molecular skeleton under light induces
a redshift in the absorption peak of the excited state.'® Notably,
the kinetic fitting results at 590 nm reveals a lifetime of 53.2 ps.
In the aggregate state, the ESA peak evolution spans from 50 to
1200 fs, with a redshift from 486 nm to 605 nm (Fig. 2g and h),
surpassing the extent observed in the solution state. The
corresponding kinetic fitting results at 590 nm indicates a

This journal is © The Royal Society of Chemistry 2024

Water fraction (vol %)

(@) The molecular structure of the DTCSPP. (b) Normalized absorption and photoluminescence spectra of the DTCSPP in DMSO solution.

ater mixtures with different water fractions (fuater). Concentration = 1075 M,
mixtures of DMSO/water with varying fyater (VOl %).

sluggish lifetime of 72.8 ps (Fig. 2i). This comparative analysis
suggests that the solution state exhibits a faster and more facile
excited-state molecular motion than the aggregate state, indi-
cating the predominant role of nonradiative decay in the
photophysical processes of DTCSPP. The aggregate state, con-
versely, effectively inhibits molecular motion.

2.3. ROS generation

EPR measurement was carried out to assess the generation of the
ROS. Spin-trap agents 5,5-dimethyl-1-pyrroline-N-oxide (DMPO)
and 4-amino-2,2,6,6-tetramethylpiperidine (TEMP) were adopted
to trap the radical *OH/*0,~ and 'O,, respectively. As illustrated in
Fig. 3a-c, no discernible EPR signal was detected under dark
conditions. In stark contrast, under light exposure, distinct EPR
spectra corresponding to different capture agents emerged,
unequivocally confirming the generation of diverse free radicals.
The sharp and strong intensity of the EPR spectra attests to the
high efficiency of ROS generation facilitated by DTCSPP. Further-
more, fluorescent indicators were adopted to detect the intensity of
free radical generation. Indicators 9,10-anthracenedivl-bis (methy-
lene) dimalonic acid (ABDA) and hydroxyphenyl fluorescein (HPF)
were then utilized for the detection of 'O, and *OH, respectively. In
comparison to the commercial photosensitizer Rose Bengal (RB),
DTCSPP exhibited superior 'O, generation efficiency, as elucidated
in Fig. 3d and Fig. S6 (ESIt). The relative PL intensity /I, in HPF
and 2,7-dichlorodihydrofluorescein diacetate (DCFH) also experi-
enced a substantial increase of 15 times and 400 times, respec-
tively (Fig. 3e, f and Fig. S7, ESIT). This noteworthy enhancement

J. Mater. Chem. B, 2024, 12, 8349-8356 | 8351


http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d4tb01175a

Open Access Article. Published on 23 julho 2024. Downloaded on 01/03/2026 02:10:41.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

Paper

(a)

QO VY

(d)

View Article Online

Journal of Materials Chemistry B

——50fs
——100fs
——200fs
—300fs

—500 fs
——600 fs
——700 fs
——800 fs
——400fs ——900 fs

600 700 800
Wavelength (nm)

o >
2 &

Py 500

e

®

0.02 1 @ 590 nm

-0.01

¢ Measured
—— Fitted

[ AV

500 600 700

() (h)

100

200
Time (ps)

0.02 4

2A (OD)

100 fs
——300fs
——400fs
——500fs
——600fs

——700fs
——800fs
——900fs
—1ps

—1.2ps

-0.01

. @ 590 nm .

Measured
= Fitted

600 700 500

Wavelength (nm)

500 800

Fig. 2

Wavelength (nm)

600 700

200

100 300

Time (ps)

(a) The DFT simulated electron cloud distributions of HOMO and LUMO at CAM-B3LYP density functional and 6-31G(d,p) basis set (the isosurface

value is 0.040). The fs-TA of DTCSPP in DMSO solution: (b) the time-wavelength-dependent color maps, (c) and (d) the select fs-TA spectra. (e) The
kinetic fitting of peaks at 590 nm. The fs-TA of DTCSPP in the mixture of DMSO : water = 1:9. (f) The time-wavelength-dependent color maps, (g) and (h)
the select fs-TA spectra. (i) The kinetic fitting of peaks at 590 nm. Concentration = 10™> M. The pump laser is 400 nm.

in effective ROS generation efficiency underscores the potential of
DTCSPP for achieving exemplary performance in PDT. The intri-
cate interplay between DTCSPP and various indicators unveils its
capacity for robust ROS generation, positioning it as a promising
candidate for efficient PDT treatments.

2.4. Intracellular ROS detection and PDT treatment

The DTCSPP can be taken up by MDA-MB-231 cells (Fig. S8,
ESIY), so intracellular ROS generation can be detected utilizing a
DCFH probe. Fig. 4a and d vividly illustrates that MDA-MB-231
cells subjected to PBS-only, PBS + light, and the DTCSPP-only
groups exhibited negligible green fluorescence signals, indica-
tive of a lack of ROS generation within the cellular milieu. In
contrast, MDA-MB-231 cells treated with DTCSPP followed by
white light irradiation displayed a pronounced green fluores-
cence. The quantification of relative fluorescence intensity, as
depicted in Fig. 4e, unequivocally establishes that the DTCSPP +
light group manifests the strongest green fluorescence, under-
scoring its good intracellular ROS production capacity.

8352 | J Mater. Chem. B, 2024, 12, 8349-8356

The standard Cell Counting Kit-8 (CCKS8) assay is also
conducted using MDA-MB-231 cells to demonstrate DTCSPP
cell-killing performance. As shown in Fig. 4f, under dark con-
ditions, the cells showed good viability under the treatment of
different concentrations of DTCSPP. Even at the concentration
of 10 pM, almost 100% viability was guaranteed, while under
light conditions, a notable decline in cell viability was observed
even at lower concentrations, with 5 uM yielding less than 10%
viability. Moreover, it can be estimated that the half-maximal
inhibitory concentration (ICs,) of DTCSPP is about 2.5 uM under
light, highlighting its good intracellular ROS generation cap-
ability. This comprehensive analysis underscores not only the
good intracellular ROS-generating potential of DTCSPP but also
its consequential impact on cell viability under light conditions.

The mitochondria-targeting ability of DTCSPP was assessed
through co-staining with the commercial mitochondrial probe
Mito-Tracker Deep Red. As depicted in Fig. 5a-c, the co-
localization of the red emission from Mito-Tracker Deep Red
and the green emission from DTCSPP demonstrated a high
overlap, yielding a Pearson’s correlation coefficient of 0.68.

This journal is © The Royal Society of Chemistry 2024
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Fig. 4 MDA-MB-231 cells intracellular ROS detection using the DCFH probe under (a) PBS only, (b) PBS + light, (c) DTCSPP only, and (d) DTCSPP + light.
(e) Quantitative analysis of Fig. 4a—d using Imaged software (n = 3 for each group). (f) Cell viability of MDA-MB-231 cells after treatment with various

formulations. Scale bar: 50 um. White light intensity 50 mW cm™<.

This result substantiates the good mitochondria-targeting cap-
ability of DTCSPP, further strengthening its potential as an
effective therapeutic agent. Observing the morphological char-
acteristics of MDA-MB-231 cells under various treatments, cells
subjected to PBS, PBS + light, and DTCSPP only retained a

This journal is © The Royal Society of Chemistry 2024

2

J. Mater. Chem. B, 2024, 12, 8349-8356

spindle-shaped morphology (Fig. 5d-g). Remarkably, cells trea-
ted with DTCSPP + light exhibited a distinct rounding, with no
observable membranous tissue rupture. This morphological
alteration underscores the impact of DTCSPP in inducing
structural changes in cancer cells. To delve deeper into the

8353
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Fig. 5 Microscopy images of co-localization between (a) 5 uM DTCSPY and (b) 1 uM MTDR in MDA-MB-231 cells; (c) overlap between a and b; the MDA-
MB-231 cells morphology after (d) PBS, (e) DTCSPP, (f) PBS + light, and (g) DTCSPP + light treatment. Scale bar: 100 um. (h) The mechanism analysis of
cytoprotective autophagy and ferroptosis with different treatments by western blots. (i) Quantitative analysis of GPX4, LC3B, and P62 dots in different groups.

anti-tumor mechanisms of DTCSPP, a western blot experiment
was conducted, focusing on glutathione peroxidase (GPX4),
LC3B, and P62 proteins, representative markers of ferroptosis
and autophagy. As illustrated in Fig. 5h, i and Fig. S9 (ESIY),
quantitative analysis revealed a significant downregulation of
GPX4 and LC3B expression in the DTCSPP + light group. This
inhibition suggests that ferroptosis and autophagy pathways
may contribute to cancer cell death induced by DTCSPP.

2.5. In vivo anticancer studies

To assess the in vivo performance of the DTCSPP, a tumor-
bearing mouse model was meticulously established. Six-week-
old female nude mice were subcutaneously injected with a cell
suspension containing 1 x 10" MDA-MB-231 cells. The tumor
volume was allowed to reach approximately 100 mm?® before
initiating the in vivo experiment. Subsequently, the mice (n = 3)
underwent intratumoral injection with PBS or DTCSPP (10 mg
kg™') accompanied by white LED light irradiation (150 mw
cm %) for 2 hours or without irradiation. As illustrated in
Fig. 6a, b and Fig. S10 (ESIf), DTCSPP exhibited minimal
anti-tumor effects in the absence of light stimulation, with
tumor volumes and weights escalating more than six-fold after
15 days, akin to the control groups. However, under irradiation,
the tumor inhibition effect was evident, resulting in nearly
complete suppression of tumor growth owing to the heightened

8354 | J Mater. Chem. B, 2024, 12, 8349-8356

light-induced ROS production efficiencies of DTCSPP. Fig. 6¢
and d visually and quantitatively depicts the tumor weights
following different treatments. Notably, throughout the entire
PDT study, there was no noticeable change in body weight
(Fig. S11, ESIt), reaffirming the low dark toxicity of DTCSPP.

The mice were sacrificed on day 15 after PDT treatment, and
the tumor tissues were collected for histological analysis
(Fig. 6e). All groups exhibited marked nucleus dissociation
and necrosis using hematoxylin and eosin (H&E) stain, validat-
ing the effective PDT efficacy of the compounds. Collectively,
these comprehensive data unequivocally establish DTCSPP’s
good anti-tumor effects and low biotoxicity in an in vivo setting,
highlighting its potential as an impactful and safe therapeutic
agent for cancer treatment.

3. Conclusions

In summary, we synthesized one AIE-PS with an excellent ability
to generate both type I and type II ROS. With the D-n-A
structure and intrinsic charge, the AIE-PS demonstrates good
biocompatibility and mitochondrial targeting. We studied the
charge transfer process of the excited state in the solution and
aggregate state by fs-TA and certified that the nonradiative
transition dominated the excited state in the solution state
and was inhibited in the aggregation state. Benefits of its high

This journal is © The Royal Society of Chemistry 2024
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Fig. 6
Tumor images and (d) tumor weight in different groups were obtained on
various treatment groups. Scale bar: 200 pm.

ROS generation capacity, DTCSPP has achieved good anti-
tumor effects at both cellular and in vivo levels, and the
mechanistic underpinnings of its anti-tumor efficacy poten-
tially involve ferroptosis and autophagy. Our discovery provides
a deeper comprehension of intramolecular charge transfer
processes in excited states, gleaned from fs-TA, coupled with
an understanding of how the aggregation state limits intra-
molecular motion, collectively propels the advancement of AIE-
PSs in the realm of therapeutic development. This discovery not
only enriches our knowledge of AIE-PSs but also lays a founda-
tion for further exploration and innovation in the field.

This journal is © The Royal Society of Chemistry 2024

In vivo PDT performance of DTCSPP on MDA-MB-231 tumor-bearing mice. (a) Tumor weight and (b) tumor volume during the treatment. (c)

the 14th day after different treatments. (e) H&E staining of tumor tissue in
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