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Core functionalization of semi-crystalline
polymeric cylindrical nanoparticles using photo-
initiated thiol—ene radical reactions?
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Sequential ring-opening and reversible addition—fragmentation chain transfer (RAFT) polymerization was

used to form a triblock copolymer of tetrahydropyran acrylate (THPA), 5-methyl-5-allyloxycarbonyl-1,3-

dioxan-2-one (MAC) and L-lactide. Concurrent deprotection of the THPA block and crystallization-driven

self-assembly (CDSA) was undertaken and allowed for the formation of cylindrical micelles bearing allyl

Received 10th December 2015,
Accepted 12th February 2016

DOI: 10.1039/c5py01970b

www.rsc.org/polymers cargo.

To afford nanoparticles with different features and functions,
chemical modification is often required. Functionalized nano-
particles can be achieved either by modification of the
precursor amphiphilic polymers followed by self-assembly
or by direct functionalization of the self-assembled
nanostructures.'”” The former approach, although it is more
flexible to design a polymer for a specific target, can be time-
consuming and often requires multiple synthetic steps. In con-
trast, the post-assembly functionalization on micellar scaffolds
is a faster and more versatile route as it avoids the synthesis
and polymerization of the new functional monomers and
optimization of multiple self-assembly conditions. Click-type
reactions such as the Diels-Alder reaction,® thiol-ene reac-
tion,”'® copper-catalyzed azide-alkyne cycloaddition (CuAAC)
reaction'’ and tetrazine-norbornene reaction'” are often used
for the chemical modifications. Among them, the thiol-ene
radical reaction displays outstanding reaction properties as it
has a rapid reaction rate and allows reactions between a wide
range of thiols and alkenes and it is largely insensitive to
oxygen or water."® Thiol-ene radical reactions have been
applied to numerous areas including the functionalization of
polymers,'*® modification of substrate surfaces'” and prepa-
ration of hydrogels."®
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handles in a short outer core segment. These handles were further functionalized by different thiols using
photo-initiated thiol-ene radical reactions to demonstrate that the incorporation of an amorphous PMAC
block within the core does not disrupt CDSA and can be used to load the cylindrical nanoparticles with

Polylactide (PLA) is a well-known biodegradable and bio-
compatible polymer that has been widely studied as a
biomaterial."*>* We have previously demonstrated that the
semi-crystalline nature of PLA enables its use to direct crystalli-
zation-driven self-assembly (CDSA) to readily access cylindrical
nanoparticles.”*>° However, the lack of functional handles
makes the encapsulation of small molecules into this crystal-
line environment challenging and potentially limits the appli-
cation of these nanoparticles in delivery applications. The ROP
of functional glycolide monomer has been reported, however
monomer synthesis often requires tedious synthetic
procedures.’** An alternative approach to introduce func-
tional handles into PLAs is to copolymerize lactide with func-
tionalized carbonate monomers using ROP methods.”**®
Cyclic carbonate monomers have been widely reported and are
readily synthesized through a variety of routes.*”°

In order to overcome the limitations of the crystalline core
for physical encapsulation and the lack of ready incorporation
of functional handles into semi-crystalline block copoly-
mers>**° that may undergo CDSA, we postulated that the intro-
duction of a third, amorphous, block in the copolymer will
enable introduction of the desired functional group alongside
CDSA. Few examples have been reported on the CDSA of tri-
block copolymers. In most cases the semi-crystalline or crystal-
line block is the middle block as in the ABC or ABA
copolymers.*"** Varying the A and C blocks allows the tuning
of microphase separation and therefore the surface compart-
mentalization.*>** Miktoarm star terpolymers made with a
core-forming polyferrocenylsilane block exhibited a transition
from spherical to rod-like micelles upon ageing via a CDSA
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process.*” Triblock copolymers have also been used by
Manners, Winnik and coworkers in combination with diblock
copolymers to obtain more complex cylindrical micelles.***”
In both examples the second corona-forming block was used
to functionalize the shell of the particles for imaging.

Herein, we report the synthesis of a triblock copolymer that
allows the encapsulation of small hydrophobic molecules
inside the assembled cylindrical nanostructure through conju-
gation to the polymer backbone. To this end, the subsequent
polymerization of r-lactide (1-LA) and an allyl functional cyclic
carbonate, 5-methyl-5-allyloxycarbonyl-1,3-dioxan-2-one (MAC)
by ring-opening polymerization (ROP), followed by reversible
addition-fragmentation chain-transfer (RAFT) polymerization
of tetrahydropyran acrylate (THPA) from a dual-headed
initiator yields PLLA-b-PMAC-b-PTHPA triblock copolymer that
contains four allyl groups per unimer chain that are suitable
for post-assembly modification. Following self-assembly into
cylindrical nanoparticles by CDSA we demonstrate that the
core can be functionalized with thiols, benzyl mercaptan and
6-(ferrocenyl)hexanethiol using photo-initiated thiol-ene
radical reactions.

The PLLA-b-PMAC-b-PTHPA triblock copolymer was syn-
thesized in a manner similar to our previous reports of PLLA-
b-PTHPA diblock copolymers®**>2”?® (Scheme 1). Firstly, ROP
of MAC was carried out using an organic co-catalyst system
comprised of 1-(3,5-bis(trifluoromethyl)phenyl)-3-cyclohexyl-
thiourea, 1, and (-)-sparteine*® from the dual-headed initiator,
2. The targeted degree of polymerization (DP) of PMAC was 4

(-)-sparteine
2 CDCly, 1t
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and after just 1 h the conversion of the MAC monomer had
reached 92%, as confirmed by 'H NMR spectroscopy
(Fig. S17). A solution of 1-LA in CDCl; was then added to the
crude PMAC solution with a further addition of 1 and (—)-spar-
teine. After 3 h, the conversion of the 1-LA monomer reached
90% as confirmed by "H NMR spectroscopy and the polymeriz-
ation was stopped. "H NMR spectroscopic analysis confirmed
the successful synthesis of PMAC-b-PLLA diblock copolymer, 3,
with the methylene resonance of the PMAC backbone observed
at § = 4.45-4.22 ppm and the methine resonance of the PLLA
repeat units observed at § = 5.36-4.96 ppm (Fig. S2). SEC ana-
lysis showed a narrow dispersity for the PLLA-h-PMAC diblock
copolymer (Py; = 1.08). PLLA-b-PMAC diblock copolymer, 3,
possessed a T, at 45 °C and a Ty, at 141 °C as measured by
differential scanning calorimetry (DSC) analysis (Fig. S37),
which correspond to those expected for PLLA. The absence of
a second Ty at ca. —27 °C from the PMAC block is most likely a
result of the low DP of the PMAC block and is not necessarily
an indication of an absence of phase separation.

THPA was then polymerized from the PLLA-b-PMAC macro-
initiator, 3, using RAFT polymerization (Scheme 1). '"H NMR
spectroscopic analysis indicated the successful synthesis of
PLLA;,-b-PMAC-b-PTHPA,5; triblock copolymer, 4, with the
broad methine resonance of the tetrahydropyranyl protecting
groups of the PTHPA repeat units at § = 6.20-5.70 ppm (Fig. 1).
Based on our previous results,”® the triblock copolymer was
designed with a DP of PLLA of 32 and a hydrophobic weight
fraction of 22.5% in order to access well-defined cylindrical

(-)-sparteine
CDCl3, it

HS R *«

acetic acid
THF/H,0, 55 °C

morpholinobutyrophenone
H,0, hv, rt

B ©/\
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<

Scheme 1 Synthetic procedures of PLLA-b-PMAC-b-PTHPA triblock copolymer, 2, its crystallization-driven self-assembly and the further internal

functionalization of the PMAC block via thiol-ene radical reaction.
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Fig. 1 'H NMR spectrum (400 MHz, CDCls) of PLLA-b-PMAC-b-PTHPA
triblock copolymer, 4.
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Fig. 2 SEC chromatograms (CHCls with 0.5% TEA as eluent, Rl detec-
tion) of PLLA-b-PMAC diblock copolymer, 3 and PLLA-b-PMAC-b-
PTHPA triblock copolymer, 4.

Table 1 Characterization of PLLA-b-PMAC, 3 and PLLA-b-PMAC-b-
PTHPA, 4

M, T,  Hydrophobic
b & d
Polymer (kDa) Dy (°C)  wt%
PLLA,,-b-PMAC,, 3 58 1.08 45 100
PLLA;,-b-PMAC,-b-PTHPA 55, 4 461 127 — 225

“Measured by 'H NMR spectroscopy (400 MHz, CDCI,). ? Measured by
SEC analysis (CHCI; with 0.5% TEA as eluent). “Measured by DSC
analysis, with a heating and cooling rate of 10 °C min~"'. ¢ PLLA-b-
PMAC weight fraction in the PLLA-h-PMAC-b-PAA triblock copolymer.

nanostructures. SEC analysis revealed a dispersity for the tri-
block copolymer of 1.27 and the successful chain-extension
from PLLA-b-PMAC macro-initiator, 3 (Fig. 2 and Table 1).

This journal is © The Royal Society of Chemistry 2016
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The CDSA of the PLLA-b-PMAC-b-PTHPA triblock copoly-
mer, 4, was performed in a mixture of THF/H,O (v:v = 20: 80)
at 55 °C, which is above the T, of the core block. During the
time scale of the experiment, the evaporation of THF occurs
and after 30 h, well-defined PLLA-b-PMAC-b-PAA cylindrical
micelles were obtained. Analysis by dynamic light scattering
(DLS) displayed only one size population of the assemblies
(Fig. S41) and analysis by transmission electron microscopy
(TEM) confirmed the cylindrical structure that was expected
(Ly = 221 nm, Ly/L, = 1.17, W, = 52 + 5 nm, Fig. 3, L: length
and W: width of cylindrical micelles). An intense crystalline
Bragg peak at a 26 value of 16.6° was observed in the WAXD
diffractogram (Fig. S5%), which confirms the crystalline nature
of the core of these nanoparticles.

In order to confirm that the PMAC within the core of the
cylindrical micelles can still be functionalized, a photo-
initiated radical thiol-ene addition'® of benzyl mercaptan
under a range of different conditions was performed
(Table S1t). Using a mixture of an aqueous solution of cylindri-
cal micelles, benzyl mercaptan (10 eq. to each allyl group) and
2-benzyl-2-(dimethylamino)-4-morpholinobutyrophenone as a
UV photo-initiator, exposure to UV irradiation for 1 h followed
by exhaustive dialysis against an aqueous solution (resistivity
18.2 MQ cm) containing 2% of 1,4-dioxane before subsequent
lyophilization enabled isolation of core-functionalized nano-
particles. In order to characterize the functionalized nano-
particles, "H NMR spectroscopic analysis was undertaken of
the freeze-dried nanoparticles dissolved in ds-DMSO (Fig. 4,
Table S1 and Fig. S6). A functionalization ratio of 74% was
calculated from the ratio of characteristic aromatic resonance
of benzyl mercaptan observed at § = 7.46-7.14 ppm to polymer
backbone resonances at § = 4.70-4.00 ppm. To allow benzyl
mercaptan and the UV initiator an easier access to the core of
the cylindrical micelles to target a higher functionalization
ratio, a small amount of THF or 1,4-dioxane (5% v/v) was
added into the reaction mixture and the functionalization
repeated (Table S11) however no improvement in functionali-
zation degree was observed. It is proposed that some allyl
groups can be physically trapped in the crystalline PLLA core
of the cylindrical micelles during CDSA which would make
complete functionalization of the allyl groups not possible.
Notably, in comparison, the unassembled PLLA-b-PMAC-b-PAA
triblock copolymer can be easily modified with benzyl mercap-
tan to obtain a full functionalization ratio using the photo-
initiated thiol-ene radical reaction under comparable con-
ditions (Fig. S71) which further proved our hypothesis that the
allyl groups of PMAC in the cylindrical nanoparticles were
physically inaccessible. TEM analysis confirmed that the PLLA-
b-PMAC-b-PAA cylindrical micelles did retain their size and
morphology after functionalization with benzyl mercaptan
(Fig. 3c and d) and the dimensions remained nearly the same
(L =217 nm, Ly/L, = 1.12, W;, = 55 + 7 nm). The crystallinity of
the cylindrical micelles is not disturbed as confirmed by
WAXD (Fig. S57).

To further prove the accessibility of the allyl groups inside
the micelles, a more bulky thiol molecule, 6-(ferrocenyl)hexa-

Polym. Chem., 2016, 7, 2337-2341 | 2339
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Fig. 3 TEM images showing the PLLA-b-PMAC-b-PAA cylindrical
micelles before (a and b) and after functionalization with benzyl mer-
captan (c and d). a and ¢, on graphene oxide grid;*® b and d, with nega-
tive staining using phosphotungstic acid (PTA). Scale bar = 200 nm.

nethiol, was used for the photo-initiated thiol-ene radical reac-
tion. A lower functionalization ratio of 49% was obtained
when compared to that of benzyl mercaptan (Table S1 and
Fig. S81). It is more likely that 6-(ferrocenyl)hexanethiol was
not dispersed enough in the aqueous solution of cylinders to

2340 | Polym. Chem., 2016, 7, 2337-2341
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Fig. 4 H NMR spectrum (500 MHz, dg-DMSO) of benzyl mercaptan
functionalized PLLA-b-PMAC-b-PAA cylindrical micelles.

access the core domain since this thiol is a viscous oil. TEM
images of the ferrocenyl-functionalized cylinders also con-
firmed the non-destruction of the morphology after
functionalization (Fig. S97).

Conclusions

In summary, we have successfully prepared PLLA-h-PMAC-
b-PTHPA triblock copolymers using a combination of ROP and
RAFT polymerization. Well-defined cylindrical micelles were
obtained from the CDSA of the triblock copolymers. By using
photo-initiated thiol-ene radical reactions, benzyl mercaptan
and 6-(ferrocenyl)hexanethiol were “clicked” onto the allyl
groups of PMAC in the self-assembled PLLA-b-PMAC-b-PAA
cylindrical micelles, showing that the core functionalization of
these triblock cylinders is possible. The embedment of a func-
tional segment, the short PMAC block, was used to encapsu-
late some hydrophobic small molecules within the
hydrophobic core of the cylindrical micelles without disturb-
ing their self-assembly. This opens up new pathways for the
delivery of hydrophobic drugs capable of release by degra-
dation of the core block via robust micellar carrier nano-
particles that are not subject to disintegration upon
dissolution.

Acknowledgements

The Royal Society are thanked for the award of an Industry
Fellowship to APD. ROR would like to thank the EPSRC and
ERC for funding.

This journal is © The Royal Society of Chemistry 2016


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c5py01970b

Open Access Article. Published on 25 februarie 2016. Downloaded on 23.01.2026 15:43:13.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Polymer Chemistry

Notes and references

1
2

10

11

12

13

14

15

16

17

18

19

20

21

22

23

24

25

26

M. H. Stenzel, Chem. Commun., 2008, 3486-3503.

R. K. O'Reilly, C. J. Hawker and K. L. Wooley, Chem. Soc.
Rev., 2006, 35, 1068-1083.

M. Elsabahy and K. L. Wooley, Chem. Soc. Rev., 2012, 41,
2545-2561.

Z. Ge and S. Liu, Chem. Soc. Rev., 2013, 42, 7289-7325.

K. Kataoka, A. Harada and Y. Nagasaki, Adv. Drug Delivery
Rev., 2001, 47, 113-131.

F. H. Schacher, P. A. Rupar and 1. Manners, Angew. Chem.,
Int. Ed., 2012, 51, 7898-7921.

J. Du and R. K. O’'Reilly, Soft Matter, 2009, 5, 3544-3561.

M. Shi, J. H. Wosnick, K. Ho, A. Keating and
M. S. Shoichet, Angew. Chem., Int. Ed., 2007, 46, 6126-6131.
S. Onbulak, S. Tempelaar, R. J. Pounder, O. Gok, R. Sanyal,
A. P. Dove and A. Sanyal, Macromolecules, 2012, 45, 1715-
1722.

S. Tempelaar, L. Mespouille, P. Dubois and A. P. Dove,
Macromolecules, 2011, 44, 2084-2091.

R. K. O’'Reilly, M. J. Joralemon, C. ]J. Hawker and
K. L. Wooley, Chem. — Eur. J., 2006, 12, 6776-6786.

C. F. Hansell, P. Espeel, M. M. Stamenovi¢, 1. A. Barker,
A. P. Dove, F. E. Du Prez and R. K. O'Reilly, . Am. Chem.
Soc., 2011, 133, 13828-13831.

C. E. Hoyle and C. N. Bowman, Angew. Chem., Int. Ed.,
2010, 49, 1540-1573.

Y. Geng, D. E. Discher, J. Justynska and H. Schlaad, Angew.
Chem., Int. Ed., 2006, 118, 7740-7743.

C. Diehl and H. Schlaad, Macromol. Biosci., 2009, 9, 157-
161.

G. Chen, S. Amajjahe and M. H. Stenzel, Chem. Commun.,
2009, 1198-1200.

P. Jonkheijm, D. Weinrich, M. Koéhn, H. Engelkamp,
P. C. M. Christianen, J. Kuhlmann, J. C. Maan, D. Niisse,
H. Schroeder, R. Wacker, R. Breinbauer, C. M. Niemeyer
and H. Waldmann, Angew. Chem., Int. Ed., 2008, 120, 4493—
4496.

V. X. Truong, 1. A. Barker, M. Tan, L. Mespouille, P. Dubois
and A. P. Dove, J. Mater. Chem. B, 2013, 1, 221-229.

B. Jeong, Y. H. Bae, D. S. Lee and S. W. Kim, Nature, 1997,
388, 860-862.

H. Tsuji, Macromol. Biosci., 2005, 5, 569-597.

J. K. Oh, Soft Matter, 2011, 7, 5096-5108.

A.-C. Albertsson and I. K. Varma, Biomacromolecules, 2003,
4,1466-1486.

K. E. Uhrich, S. M. Cannizzaro, R. S. Langer and
K. M. Shakesheff, Chem. Rev., 1999, 99, 3181-3198.

N. Petzetakis, A. P. Dove and R. K. O’Reilly, Chem. Sci.,
2011, 2, 955-960.

L. Sun, N. Petzetakis, A. Pitto-Barry, T. L. Schiller, N. Kirby,
D. J. Keddie, B. J. Boyd, R. K. O’Reilly and A. P. Dove, Macro-
molecules, 2013, 46, 9074-9082.

A. Pitto-Barry, N. Kirby, A. P. Dove and R. K. O'Reilly, Polym.
Chem., 2014, 5, 1427-1436.

This journal is © The Royal Society of Chemistry 2016

27

28

29

30

31

32

33

34

35

36

37

38

39

40

41

42

43

44

45

46

47

48

49

View Article Online

Paper

L. Sun, A. Pitto-Barry, N. Kirby, T. L. Schiller,
A. M. Sanchez, M. A. Dyson, ]. Sloan, N. R. Wilson,
R. K. O'Reilly and A. P. Dove, Nat. Commun., 2014, 5, 6746.
N. Petzetakis, D. Walker, A. P. Dove and R. K. O’Reilly, Soft
Matter, 2012, 8, 7408-7414.

N. Petzetakis, M. P. Robin, ]J. P. Patterson, E. G. Kelley,
P. Cotanda, P. H. H. Bomans, N. A. J. M. Sommerdijk,
A. P. Dove, T. H. Epps and R. K. O’Reilly, ACS Nano, 2013, 7,
1120-1128.

W. W. Gerhardt, D. E. Noga, K. I. Hardcastle, A. J. Garcia,
D. M. Collard and M. Weck, Biomacromolecules, 2006, 7,
1735-1742.

B. Martin Vaca and D. Bourissou, ACS Macro Lett., 2015, 4,
792-798.

Y. Yy, J. Zou and C. Cheng, Polym. Chem., 2014, 5, 5854-
5872.

X. Chen, S. P. McCarthy and R. A. Gross, Macromolecules,
1998, 31, 662-668.

X. Hu, X. Chen, Z. Xie, S. Liu and X. Jing, . Polym. Sci., Part
A: Polym. Chem., 2007, 45, 5518-5528.

A. K. Diallo, W. Guerin, M. Slawinski, ]J.-M. Brusson,
J.-F. Carpentier and S. M. Guillaume, Macromolecules, 2015,
48, 3247-3256.

W. Guerin, M. Helou, M. Slawinski, ]J.-M. Brusson,
J.-F. Carpentier and S. M. Guillaume, Polym. Chem., 2015,
6, 1972-1985.

S. Tempelaar, L. Mespouille, O. Coulembier, P. Dubois and
A. P. Dove, Chem. Soc. Rev., 2013, 42, 1312-1336.

J. Feng, R. X. Zhuo and X. Z. Zhang, Prog. Polym. Sci., 2012,
37, 211-236.

L. Yu, Z. Zheng, Y. Liu, Z. Li and X. Wang, RSC Adv., 2015,
5, 64832-64840.

Q. Zhang, E. E. Remsen and K. L. Wooley, J. Am. Chem.
Soc., 2000, 122, 3642-3651.

E. B. Zhulina and O. V. Borisov, Macromolecules, 2012, 45,
4429-4440.

J. Schmelz, A. E. Schedl, C. Steinlein, I. Manners and
H. Schmalz, J. Am. Chem. Soc., 2012, 134, 14217-14225.

H. Schmalz, J. Schmelz, M. Drechsler, J. Yuan, A. Walther,
K. Schweimer and A. M. Mihut, Macromolecules, 2008, 41,
3235-3242.

J. Schmelz, M. Karg, T. Hellweg and H. Schmalz, ACS Nano,
2011, 5, 9523-9534.

A. Nunns, G. R. Whittell, M. A. Winnik and I. Manners,
Macromolecules, 2014, 47, 8420-8428.

F. He, T. Gidt, M. Jones, G. D. Scholes, I. Manners and
M. A. Winnik, Macromolecules, 2009, 42, 7953-7960.

F. He, T. Gadt, I. Manners and M. A. Winnik, J. Am. Chem.
Soc., 2011, 133, 9095-9103.

A. P. Dove, R. C. Pratt, B. G. G. Lohmeijer, R. M. Waymouth
and J. L. Hedrick, J. Am. Chem. Soc., 2005, 127, 13798-
13799.

J. P. Patterson, A. M. Sanchez, N. Petzetakis, T. P. Smart,
T. H. Epps 111, I. Portman, N. R. Wilson and R. K. O'Reilly,
Soft Matter, 2012, 8, 3322-3328.

Polym. Chem., 2016, 7, 2337-2341 | 2341


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c5py01970b

	Button 1: 


