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Introduction

Covalently linking CulnS, quantum dots with a
Re catalyst by click reaction for photocatalytic
CO, reductiont

Jing Huang,® Mélina Gilbert Gatty,? Bo Xu,? Palas Baran Pati,> Ahmed S. Etman,
Lei Tian,? Junliang Sun,® Leif Hammarstrém? and Haining Tian

Covalently linking photosensitizers and catalysts in an inorganic—organic hybrid photocatalytic system is
beneficial for efficient electron transfer between these components. However, general and straight-
forward methods to covalently attach molecular catalysts on the surface of inorganic semiconductors are
rare. In this work, a classic rhenium bipyridine complex (Re catalyst) has been successfully covalently
linked to the low toxicity CulnS, quantum dots (QDs) by click reaction for photocatalytic CO, reduction.
Covalent bonding between the CulnS, QDs and the Re catalyst in the QD—Re hybrid system is confirmed
by UV-visible absorption spectroscopy, Fourier-transform infrared spectroscopy and energy-dispersive
X-ray measurements. Time-correlated single photon counting and ultrafast time-resolved infrared spec-
troscopy provide evidence for rapid photo-induced electron transfer from the QDs to the Re catalyst.
Upon photo-excitation of the QDs, the singly reduced Re catalyst is formed within 300 fs. Notably, the
amount of reduced Re in the linked hybrid system is more than that in a sample where the QDs and the
Re catalyst are simply mixed, suggesting that the covalent linkage between the CulnS, QDs and the Re
catalyst indeed facilitates electron transfer from the QDs to the Re catalyst. Such an ultrafast electron
transfer in the covalently linked CulnS, QD—-Re hybrid system leads to enhanced photocatalytic activity
for CO, reduction, as compared to the conventional mixture of the QDs and the Re catalyst.

contrast, synthetic molecular catalysts often exhibit excellent
selectivity, for example photoreduction of CO, by rhenium (Re)

As a part of artificial photosynthesis, photocatalytic reduction
of CO, has gained substantial interest, since it is a green
method to convert solar energy and the greenhouse gas CO,
into chemical feedstock."™ Until now, there were mainly three
kinds of catalysts for CO, photoreduction: semiconductors
and metals,”® synthetic molecular catalysts'®™* and
enzymes.”>"® Though enzymes display high turnover
efficiency and good selectivity, the range of possible operative
conditions is restricted, which greatly limits their large-scale
use. Semiconductors and metals can photo-catalyze CO,
reduction with good stability and high activity;'**° however,
they always suffer from poor product selectivity.””° For
example, a mixture of CO, CH, and C,Hs was produced from
CO, by PbS nanoparticles loaded with a Cu co-catalyst.’ In
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based catalysts normally produces only CO.*>** However,
inefficient absorption of visible light restrains their overall
photocatalytic performance, and a combination with photo-
sensitizers is usually needed to enhance their activity. There is
numerous work to broaden the photoactive region of mole-
cular catalysts by linking them with molecular photosensiti-
zers, such as the synthesis of supramolecular photocatalysts
with ruthenium (Ru) dyes as photosensitizers and Re or Ru
complexes as catalysts bridged by different ligands,>**>’
dyads with metalloporphyrins covalently tethered to rhenium
complexes,”®° and other systems with organic dyes coupled
to molecular catalysts.**> However, molecular photosensiti-
zer-based systems always suffer the problem of onerous syn-
thetic routes.

Colloidal quantum dots (QDs), a kind of semiconductor
nanoparticle with size smaller than their exciton Bohr radius,
can be a suitable alternative to molecular photosensitizers for
building an inorganic-organic hybrid system for photocataly-
sis. Firstly, because of the quantum confinement effect, their
bandgap can be easily tuned by their size, to optimize their
absorption of solar light.**** Also, their band energy levels can
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be adjusted in a facile manner by varying the QD size,****
composition,***® and the capping ligand,*”*® to increase the
driving force for electron transfer from QDs to catalysts.
Secondly, due to the large surface-to-volume ratio of QDs,
molecular catalysts could adsorb on the QD surface, and the
charge transfer reaction becomes much faster than in a case
with freely diffusing catalysts, in which the charge transfer is
primarily mediated by bimolecular collision.*>*® Weiss et al.
have recently employed CulnS, QDs as photosensitizers for
FeTPP*' and FeTMA catalysts,"* and achieved impressive
photocatalytic activity for these hybrid systems, due to ultrafast
electron transfer from QDs to catalysts. Thirdly, in addition to
being photosensitizers, semiconductor nanoparticles can also
work as electron reservoirs for the catalyst, which can slow
down charge recombination in the system and prolong the life-
time of a catalyst intermediate.”® Last but not least, semi-
conductor nanoparticles can function as scaffolds for the cata-
lysts, hindering the formation of catalyst dimers.**

To achieve efficient photo-induced catalysis, strong elec-
tronic coupling between QDs and catalysts is necessary to
enable fast electron transfer from QDs to catalysts, and in that
way, the catalyst molecules could be fed with more electrons to
accomplish CO, reduction. Numerous studies have shown
that, compared to unbound photosensitizers and catalysts,
hybrid systems consisting of covalently-bound sensitizers and
catalysts always show stronger electronic coupling and more
efficient electron transfer, resulting in higher activity and
selectivity for CO, reduction.*>™*” Moreover, when molecular
catalysts are linked with QDs to form a hybrid superstructure,
the immobilization process on substrates is also simplified.
On the other hand, without covalent bonds, the original
ligand on the QDs can act as a barrier that inhibits the adsorp-
tion of catalysts on the QD surface, hence, hindering electron
transfer between them.” To date, only a few methods of
covalent attachment of catalysts onto the QD surface have
been reported, and most of them are based on molecular cata-
lysts with an anchoring group, such as thiol groups*® or phos-
phonate groups,””*® which can bind the catalyst molecules as
ligands to the QD surface. However, the synthesis and purifi-
cation processes of such catalysts with thiol or phosphate
groups are often arduous. Hence, a synthetically simpler and
more tunable approach for immobilizing catalysts on the QD
surface is highly desirable.

The “click” reaction with azide-alkyne cycloaddition is an
ideal reaction for covalent linkage of two molecules owing to
its high selectivity, high yield and fast reaction kinetics under
mild reaction conditions.*®™? 1t is also suitable for covalently
linking organic molecules to conductive surfaces.>>* In this
work, we covalently linked the catalyst Re(4-azidomethyl-4'-
methyl-2,2"-bipyridine)(CO);Cl (Re catalyst) with CulnS, QDs
by a copper-free click reaction, to synthesize the QD-Re hybrid
system for CO, photoreduction. This is the first time that a
molecular catalyst was attached on QDs with covalent bonds
through a copper-free click reaction for photocatalytic reac-
tions. Each reaction component was easy to prepare, which
can be a demonstration for a straightforward and versatile
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strategy to link molecular catalysts with inorganic semi-
conductor nanoparticles. We also provide evidence that the
photocatalytic activity of these QD-Re hybrid systems was
enhanced by efficient electron transfer between the QDs and
the Re catalyst due to the covalent linkage.

Experimental section

Materials

Indium acetate (In(OAc)s;, 99.99%), copper iodide (Cul,
>99.5%), oleylamine (OAm, 97%), 1-octadecene (ODE, 90%),
3-mercaptopropionic acid (3-MPA, >99%), sulfur powder (S,
99.5%), N-(3-dimethylaminopropyl)-N'-ethylcarbodiimide
hydrochloride (EDC, >99.0%), N-hydroxysuccinimide (NHS,
98%), dibenzocyclooctyne-amine (DBCO-amine), triethanol-
amine (TEOA, >99.0%), and dimethyl sulfoxide (DMSO) were
purchased from Sigma-Aldrich. All chemicals and solvents
were used as received.

Synthesis and ligand exchange of CulnS, QDs

The synthesis of CulnS, QDs was based on a reported method
with minor modifications.>® Briefly, 29 mg of In(OAc); and
5 mg of Cul were put into a flask which contained 4 mL of
ODE and 2 mL of OAm, and then the solution was purged with
argon, followed by heating to 180 °C. Then 0.4 mL of sulfur
precursor solution, prepared by dissolving 32 mg of sulfur
powder in 1 mL of OAm, was injected into the flask, and the
reaction system was kept at 180 °C for 20 min before the
heater was removed. The obtained CulnS, QDs were purified
by dispersing in hexane and precipitating with ethanol, and
the final QDs were dispersed in 10 mL of toluene to form the
CulnS, QD stock solution.

Then the original ligands on QDs were exchanged with
3-MPA through a ligand exchange reaction. Specifically, a MPA
ligand solution, prepared by mixing 0.3 mL of MPA with
0.7 mL of methanol, with the pH of the solution adjusted to 10
using 38% NaOH aqueous solution, was dropped into 5 mL of
CulnS, QD stock solution under strong stirring. After stirring
for 40 minutes at room temperature, MPA capped QDs, which
were in the lower part, were collected and purified with water
and acetone, and finally dispersed in 10 mL of DMSO.

The Re catalyst was synthesized by following a reported
method.*

Preparation of the QD-Re hybrid system

Typically, 5 mL of QD-DMSO solution, together with 5 mg of
EDC and 2.9 mg of NHS dissolved in 1.5 mL of DMSO, were
loaded in the flask, and then purged with argon for 15 min
under stirring. The linker solution, produced by dissolving
10 mg of DBCO-amine in 1 mL of DMSO, was injected into the
flask. Subsequently, 15 mg of the Re catalyst dissolving in
1 mL of DMSO was injected into the reaction system at room
temperature. After stirring for 4.5 h, the reaction was stopped,
and the covalently linked QD-Re hybrid system was obtained
from centrifugation of the reaction solution. Finally, the QD-

This journal is © The Royal Society of Chemistry 2018
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Re hybrid system was dispersed in 10 ml of DMSO, forming a
clear brown-yellowish solution.

CO, photocatalytic reduction

A 2 mL solution of the prepared sample (0.3 mM), TEOA (0.1
M) and DMSO was loaded into a 4.5 mL cuvette, and purged
with Ar and CO, for 30 min and 25 min respectively. The
sealed cuvette was then irradiated with a LED white lamp
(>420 nm, comparable light intensity to 1 sunlight in the
region between 420 nm and 750 nm), for different times under
stirring. The produced CO was taken out using a gas-tight
syringe from the headspace, and measured by gas chromato-

graphy (GC).

Characterization

Ground-state ultraviolet-visible (UV-vis) absorption spectra
were recorded on a Varian Cary 5000. The ground-state UV-vis
spectrum of CulnS, QDs was obtained in aqueous solution,
while the UV-vis spectra of the CulnS, QD-Re hybrid system
and the Re catalyst alone were obtained in DMSO.
Fluorescence spectra were obtained on a Horiba Jobin Yvon
Fluorolog with an excitation wavelength of 470 nm. The setup
for time-correlated single photon counting (TCSPC) measure-
ments was the same as in our previous work,”® with a light
source of 470.4 nm and a long-pass filter to screen the
photons below 640 nm. All samples were loaded in 1 cm cuv-
ettes with DMSO as the solvent and purged with Ar prior to
measurements. Fourier-transform infrared (FTIR) spectra were
collected from solid pellets, prepared by mixing the sample
powder with KBr, by using a Bruker IFS 66v/S FTIR spectro-
photometer. GC measurements were conducted on an Agilent
Technologies 490 Micro GC with Ar carrier gas, and COx
columns were used. Calibration curves for CO were established
by injecting a known amount of CO. The morphology and
elemental analysis of the QD samples were explored by trans-
mission electron microscopy (TEM, JEOL JEM-2100F) equipped
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with an energy dispersive X-ray (EDX) detector using an accel-
erating voltage of 200 kv.

Femtosecond mid-infrared transient absorption spectroscopy

The 800 nm output of a Ti:sapphire based amplifier with inte-
grated oscillator and pump lasers (800 nm, 40 fs, 3 kHz, Libra
LHE, Coherent Inc.) was split into two beams which were used
to pump two TOPAS Primes coupled with frequency mixers
(Light Conversion Ltd). This generates the visible pump at
520 nm and a broad mid-IR probe spectrum (2210-1825 cm ™).
The pump pulse energy hitting the sample was adjusted using a
neutral density filter placed before the sample and was varied
between 66 nJ and 830 nJ at 520 nm (spot size ca. 1900 pm?).
For the probe, the probe beam was split into two probe and
reference beams. Detection of the probe and reference beams
was done using a femtosecond transient absorption spectro-
meter (Helios IR, Ultrafast Systems LLC). The instrument
response function for these experiments is ca. 300 fs. All spectra
were recorded in a sealed liquid cell (Specac) consisting of two
CaF, windows separated by a PTFE spacer of 640 pm path
length. During the measurements, the samples were moved
manually to minimize possible laser-induced sample damage.
The solvent was DMSO in all experiments.

Results and discussion
Synthesis of the QD-Re hybrid system

In this work, the covalent linkage in the QD-Re hybrid system
was realized from a copper-free click reaction between the
alkyne group in the linker molecule (dibenzocyclooctyne-amine,
DBCO-amine) and the azide group in the Re catalyst, as shown
in Fig. 1. The mercaptopropionic acid (MPA) capped CulnS,
QDs (tetragonal chalcopyrite structure, Fig. S1t), synthesized by
following a literature method,”” were firstly coupled with the
linker DBCO-amine by amidation reaction through N-(3-di-
methylaminopropyl)-N-ethylcarbodiimide hydrochloride (EDC)/

® N, CI co
Click Reaction

Fig. 1 Synthetic routes of the covalently-linked CulnS, QD-Re hybrid system. Insert: Photograph of CulnS, QDs and the CulnS, QD-Re hybrid

system dispersed in DMSO.
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N-hydroxysuccinimide (NHS) in DMSO. Subsequently, the Re
catalyst functionalized with an azide group, which can quickly
bind to the linker molecules on the surface of CulnS, QDs
through click reaction, was added to the reaction system, by
forming the CulnS, QD-Re hybrid system. All of these reactions
were performed at room temperature and processed in solution,
which is therefore convenient for scaling up. Before binding
with the linker molecules, the MPA capped CulnS, QDs showed
poor dispersibility in the organic solvent DMSO. However, after
coupling with the linker and Re catalyst molecules, the DMSO
solution of the CulnS, QD-Re hybrid system became much
clearer, as illustrated by the insert photograph in Fig. 1. TEM
images (Fig. S21) show that, compared to MPA capped CulnS,
QDs, there is no obvious change in size (7 + 1 nm) or shape (tri-
angle) of the CulnS, QDs after binding with the Re catalyst that
could explain a better dispersibility. Thus, the improved disper-
sibility of the QDs in DMSO points towards a successful
binding of the catalyst to the surface of the CulnS, QDs, which
can increase the hydrophobicity of the QDs.

25
——AQDs
——QDs-Re
- 2.0 Re
g -------- QDs-Re - QDs
2 1.5
o
&
£104:
(7]
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0.5
0.01— . : :
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Fig. 2 UV-Vis absorption spectra of CulnS, QDs in aqueous solution,
the CulnS, QD-Re hybrid system and the Re catalyst in DMSO.
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Fig. 2 shows the UV-Vis ground-state absorption spectra of
the CulnS, QDs, the CulnS, QD-Re hybrid system, and the Re
catalysts. The as-synthesized CulnS, QDs exhibited a broad
excitonic peak centered at around 540 nm with a long tail
extended to 800 nm (detailed in Fig. S37), which illustrates the
fact that the CulnS, QDs can absorb the entire range of visible
light up to near infrared light. The absorption of the Re cata-
lyst began from 500 nm, and featured a maximum absorption
at around 375 nm. Upon covalent binding of the Re catalyst
onto the surface of CulnS, QDs, the CulnS, QD-Re hybrid
system displayed absorption features both from the CulnS,
QDs and the Re catalyst. The difference spectrum (the absorp-
tion spectrum of CulnS, QD-Re subtracted from that of
CulnS, QDs, green dotted line in Fig. 2) resembled the absorp-
tion spectrum of the pure linker-Re catalyst, and the latter was
prepared similarly to the CulnS, QD-Re hybrid system, but
without CulnS, QDs in the reaction system (see in Fig. S47).
Both of them showed a slight bathochromic shift from that of
the pure Re catalyst, probably due to the weaker electron with-
drawing ability of the ligand. The absorption spectra con-
firmed the presence of the Re catalyst attached onto the
CulnS, QD surface in the CulnS, QD-Re hybrid system, and
the loading efficiency of catalyst molecules was about 41%
(mole of the Re catalyst on per mole of CulnS, QDs) as esti-
mated from the increase in absorbance at 375 nm compared
to that of the neat QD sample.

To further confirm that the Re catalyst was attached on the
QDs, Fourier-transform infrared spectroscopy (FTIR) measure-
ments were conducted and the results are presented in Fig. 3A.
The FTIR spectrum of the Re catalyst displayed three character-
istic absorption peaks due to carbonyl stretches at v., = 1898,
1912 and 2021 cm™ ', which was in agreement with previous
reports on similar Re(bpy)(CO);L complexes.***® Additionally,
introduction of the azide group in the Re catalyst structure
(Fig. 1) produced another absorption peak vy, at 2110 em™.
For the CulnS, QD-Re hybrid system, the v, stretches were
preserved, while the azide group stretch vanished due to the
click reaction between the linker molecule and the catalyst
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Fig. 3 (A) FTIR spectra of CulnS, QDs, CulnS, QD—-Re hybrid system and the Re catalyst (inset: zoomed image of the 1875-1935 cm™ region for
QD-Re) and (B) EDX spectra of CulnS, QDs and the CulnS, QD—Re hybrid system.
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molecule. In comparison, there were only weak v, stretch
bands for the control sample prepared without a linker mole-
cule (Fig. S5,7 sample labeled as QDsRe), implying that the Re
catalysts can adsorb on the surface of QDs only to a slight
extent in the absence of linker molecules. Furthermore, Re
signals were detected from the CulnS, QD-Re hybrid system
by energy-dispersive X-ray (EDX) measurements, as shown in
Fig. 3B. Therefore, by combining the above results, we con-
clude that our CulnS, QD-Re hybrid system was formed
through the linker assisted click reaction.

Electron transfer in the covalently-linked QD-Re hybrid system

Due to the covalent bond in the CulnS, QD-Re hybrid system,
the electronic coupling between QDs and the Re catalyst is
expected to be strengthened, and therefore photoinduced elec-
tron transfer (ET) from the excited QDs to the Re catalyst may
occur in the hybrid system. Steady-state fluorescence spectra
were first recorded for the CulnS, QDs with and without
linked Re catalyst molecules, as well as the mixture solution of
the CulnS, QDs and the Re catalyst (i.e. without a covalent
bond between them) for comparison. As shown in Fig. S6,T
upon excitation with 470 nm, the CulnS, QDs exhibited fluo-
rescence around 750 nm, and the Re catalyst alone exhibited
strong photoluminescence (PL) around 630 nm. After binding
with the Re catalyst, the PL emission of the CulnS, QDs was
almost completely quenched, while the fluorescence of the Re
catalyst was retained. The retained fluorescence of Re should
originate from direct excitation of a non-reduced Re catalyst.
Considering that energy transfer from the QDs to the Re cata-
lyst was energetically unfavorable (no overlap between the
emission of the QDs and the absorption of the Re catalyst), the
PL quenching can only be induced by charge transfer from the
QDs to the linker or the Re catalyst. However, the linker alone
only reduced the PL intensity to a small extent (Fig. S77).
Differential pulse voltammetry (DPV) measurement of the
CulnS, QDs and cyclic voltammetry (CV) measurement of the
Re catalyst (Fig. S8t) showed that their first reduction poten-
tials were —0.99 and —0.93 V vs. SCE, respectively, implying
that electron transfer from the QDs to the Re catalyst was ener-
getically possible. The PL intensity of the CulnS, QDs in the
mixed sample of CulnS, QDs and Re catalyst only partially
decreased (Fig. S6t), as compared to the as-synthesized CulnS,
QDs, which further indicated that covalent binding in the
CulnS, QD-Re hybrid system enhanced the quenching of the
CulnS, QD emission.

Time-correlated single photon counting (TCSPC) measure-
ments of the CulnS, QD-Re hybrid system confirmed the
accelerated decay of the fluorescence of the QDs in the pres-
ence of the Re catalyst. From the data presented in Fig. 4 and
the results from biexponential fits in Table 1, we can see that
the PL lifetime of QDs in the mixed solution partially
decreased from that of the as-synthesized CulnS, QDs, and the
decrease was mainly in the fast decay component (z; = 0.587
ns (77.3%) for the mixed sample, and 7; = 2.39 ns (62.8%) for
the as-synthesized CulnS, QDs), which was consistent with the
results from steady-state fluorescence measurements. In con-
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Fig. 4 Decays of the photoluminescence of CulnS, QDs, CulnS, QD-
Re hybrid system, and the mixture solution of CulnS, QDs and the Re
catalyst, monitored at the emission wavelengths above 640 nm, after
excitation at 470 nm in DMSO. The lifetimes obtained from the fitting
procedure are listed in Table 1.

Table 1 PL lifetime calculated from TCSPC measurements. The kinetics
was fitted with a bi-exponential decay function®

Sample QDs QD-Re QD-Re mixture
7, (ns) 2.39 (62.8%)  0.243 (98.8%)  0.587 (77.3%)
7, (ns) 36.7 (37.2%)  19.7 (1.2%) 29.9 (22.7%)
Weighted average 15 0.48 7.2

PL lifetime <z> (ns)

7INg 1.54 1.70 1.52

“Some deviations from a perfect fit (see y*/Nq values, and residual
plots in Fig. S9) indicated that the interfacial kinetics was somewhat
more heterogeneous than that described by the fit. For the purpose of
the present analysis, however, a biexponential fit was still sufficient to
demonstrate the large differences between the samples.

trast, the PL lifetime of the CulnS, QD-Re hybrid system dra-
matically decreased, with 7; = 0.243 ns (98.8%), 7, = 19.7 ns
(1.2%), indicating that almost all the fluorescence decayed
within 1 ns. The short PL lifetime of the CuInS, QD-Re hybrid
system confirmed that the fluorescence of the CulnS, QDs was
quenched by the covalently bound Re catalyst, and the high PL
quenching yield suggested that the ET process in the system
was efficient. With the average PL lifetime defined as (z) =
Ayt + Ayz,, where A; and A, are the amplitude fractions, the
average lifetime for ET can be calculated according to eqn (1).
The efficiency of ET is then given by eqn (2), where the latter
term is equal to the ratio of the areas under the respective PL
decay curve.

1 1 1

<TQDs-Re> B (zeT) N <TQDS> @)
_, (rapsre)
fgr = 1 <TQDs> (2)
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According to eqn (1) and (2), and assuming that all PL
quenching arose from electron transfer, the average ET life-
time ((zgr)) and efficiency (ygr) of 0.49 ns and 97% were
obtained for the QD-Re hybrid system. In other words, the
majority of the electron transfer processes from CulnS, QDs to
the Re catalyst occurred within 1 ns. This efficient ET process
is presumably because of a strengthened electronic coupling
between the CulnS, QDs and the Re catalyst, through forming
the QD-Re covalent bond.* Note that any process faster than
ca. 30 ps cannot be resolved by the TCSPC experiment.

In order to further investigate the origin of the PL quench-
ing, transient absorption spectroscopy measurements in the
mid-IR region were performed. The reduced rhenium should
give a clear signature in the infrared region due to strong v,
stretches according to the literature.”®>”° Fig. S10f and
Fig. 5A show the time-resolved IR (TRIR) spectra of the CulnsS,
QD-Re hybrid system under 520 nm excitation after subtrac-
tion of the background absorption of the conduction band
electrons in the QDs. The spectra show bleaches of the
ground-state CO bands of the Re catalyst at 2030, 1924, and
1897 em™', which were slightly blue-shifted as compared to
the FTIR spectrum of the QD-Re hybrid system. This blue-shift
may be due to the solvent effect since the TRIR spectra were
recorded in solution, while the FTIR spectra were recorded in
solid samples.** Simultaneously, the appearance of a positive
band at 2012 cm™" could be observed, which is red-shifted by
18 em™' from the ground state of the CO stretching band at
2030 cm™'. Numerous studies have shown that the v, stretch
bands of the one-electron-reduced species [Re(bpy)(CO);Cl]|~
normally shift to a lower energy by around 20 em™" from that
of the ground state.*®***%°7"%2 Therefore, the positive band at
2012 cm™" could be assigned to the reduced form of the Re
catalyst. Similar TRIR features were also observed in CdSe QD-
Re(CO);Cl(dcbpy) complexes,’® and these results suggested

0.6

A —-4 ps 10ps
=03 ps =——50ps
06 ps =100 ps
1ps =500 ps
2ps =—3ns
5ps =—=5ns

Reduced Re catalyst

0.4 4 l

0.2 -

0.0

AA (mOD)

0.2 4

04-

0.6
1950

2050 2100 2150 2200

Wavenumber (cm™)

2000

Fig. 5

View Article Online

Dalton Transactions

that the photoinduced electrons in conduction band of QDs
could effectively transfer to the Re catalyst, generating the Re
catalyst anion:

QDs* + Re — QDs" 4 Re ™.

From Fig. 5A, we can find that the feature of the Re catalyst
anion can be observed already at 300 fs after excitation, which
means the electron transfer from the QDs to the Re catalyst
must occur within less than 300 fs. The transient IR spectra of
the Re catalyst alone recorded under the same conditions
show negligible features of the Re excited state and singly
reduced Re, which excludes direct excitation of the catalyst at
520 nm (Fig. S1171). Unsurprisingly, the reduced Re catalyst
was also detected from the mixed sample of CulnS, QDs and
Re catalyst (Fig. S12). However, the amount of catalyst anions
was less than the ones in the CulnS, QD-Re hybrid system. As
shown by Fig. 5B, the signal of the reduced Re catalyst was
larger in the CulnS, QD-Re hybrid system though the amount
of the Re catalyst was slightly higher in the mixed sample (see
the inserted comparison spectra in Fig. 5B). These results
suggested that the ET process was more efficient in the co-
valently linked hybrid system that in the simple mixture. The
signals from the reduced Re catalyst decayed with an average
lifetime of >1.1 ns, with a significant component >5 ns
(see Fig. S14 and Table S17). Thus, the slower ET components
indicated by TCSPC will not lead to an obvious rise of the
reduced Re catalyst IR signal, as formation occurs concomitant
with (or is slower than) its subsequent decay.

Photocatalytic activity and mechanism

The photocatalytic activity towards CO, reduction of our
CulnS, QD-Re hybrid system was evaluated, in the presence of
TEOA as an electron donor (Fig. 6). The turnover number

0.6
B 31 —anre
044 E % ——QDs mixRe
3
~ 0.2 =
8 k 400 500 600 700)
Wavelength (nm)
£ o0-
0.2 4
04 —— QDs-Re
— - =QDs mix Re
'0.6 T T T T 1
1950 2000 2050 2100 2150 2200

Wavenumber (cm™)

(A) fs-TRIR spectra for the CulnS, QD-Re hybrid system under 520 nm excitation and (B) comparison of the fs-TRIR spectra at 1 ps for the

CulnS, QD-Re hybrid system and the mixed sample of CulnS, QDs and Re catalysts. Inset: UV-Vis absorption spectra of solutions of the CulnS,
QD-Re hybrid system and the mixed sample of CulnS, QDs and Re catalysts used in the fs-TRIR measurements. For the fs-TRIR spectra, the back-
ground absorption of the conduction band electrons of the QDs has been subtracted to emphasize the molecular signature of the Re catalyst. The
raw data (i.e. before background subtraction) can be found in the ESI in Fig. S13.1 The region below 1950 cm™ is not shown because of the overlap-

ping TRIR signals of the samples with absorption of the solvent (DMSO).

10780 | Dalton Trans., 2018, 47, 10775-10783

This journal is © The Royal Society of Chemistry 2018


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c8dt01631c

Open Access Article. Published on 10 iulie 2018. Downloaded on 03.03.2026 23:30:15.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Dalton Transactions

[
o
1

—#— QDs-Re
—e—Re
—i&— QDs mix Re

-
(3]
N

TON (CO per catalyst)
o B

0 T T T T T
0 1 2 3 4 5

Time (h)

o=
~

Fig. 6 Photocatalytic CO production from CO, (TON, error bars show
+S.D.) by the CulnS, QD-Re hybrid system, Re catalysts and the mixed
sample of CulnS, QDs and Re catalysts. For photocatalytic reaction, the
studied samples were dispersed in DMSO with the concentration of the
catalyst fixed at 0.3 mM, and TEOA (0.1 M) was added as the electron
donor. Then the samples were filled with CO, and illuminated using a
white LED lamp.

(TON), which is defined as the number of moles of CO that a
mole of catalyst converts, was employed as the evaluation para-
meter for all samples. Control experiments conducted without
either Re catalyst, TEOA, CO, or light, did not produce any sig-
nificant amounts of CO, confirming that all these components
play active roles in CO, reduction.

Because a LED white light (>420 nm) was used as the light
source, the Re catalyst alone exhibited moderate photocatalytic
activity toward CO, reduction, with a TON of 8 after 6 h. No H,
was generated from the photocatalytic system (see GC traces in
Fig. S15%), which is similar to other reports.’* When the Re
catalyst was attached on the surface of the QDs in the CulnS,
QD-Re hybrid system, the TON of CO by the catalyst was sig-
nificantly enhanced to 16 after 6 h of photocatalysis. In con-
trast, in the mixed solution of QDs and Re catalyst, the QDs
inhibited the activity of the catalyst, presumably by parasitic
light absorption, resulting in a lower TON of 5. These results
demonstrated that the linkage between QDs and the catalyst
was important for the improvement of the photocatalytic
activity of the catalyst, which could contribute to efficient ET
from the QDs to the catalyst and then benefit the electron
accumulation of the catalyst for photocatalytic CO, reduction.
The lower TON for the mixed system compared to the Re cata-
lyst alone can be explained by the strong visible light absorp-
tion of CulnS, QDs, which competes with the light absorption
of the Re catalyst.

Based on the previous studies by Ishitani and other
groups,"“**** we proposed a photocatalytic mechanism of the
CulnS, QD-Re hybrid system for CO, reduction. Without QDs,
a bare Re catalyst is a classic catalyst for CO, reduction with
high selectivity, and the photocatalytic mechanism is well
studied.'***%>%® As shown in Scheme 1, after absorbing light
with a wavelength shorter than 500 nm, the Re catalyst can be

This journal is © The Royal Society of Chemistry 2018
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Scheme 1 Proposed photocatalytic CO, reduction mechanism using
the CulnS,; QD—Re hybrid system.

excited, and then the excited catalyst Re* will quickly acquire
an electron from the electron donor TEOA, generating one-
electron reduced (OER) species of the Re complex. Notably,
unlike the electro-catalysis of CO, reduction by the Re catalyst
(Fig. S8b7),>® the photo-induced process is conducted by the
OER species of the Re complexes. The OER species play two
significant roles in photocatalytic CO, reduction: firstly, they
can bind with CO, in solution after ligand elimination,
forming a [CO, adduct]; secondly, a neighboring OER species
can also feed electrons to the [CO, adduct], converting CO, to
CO."* When CulnS, QDs were bound to the Re catalyst,
forming the CulnS, QD-Re hybrid system, the CulnS, QDs can
utilize the solar light with longer wavelengths to generate elec-
tron-hole pairs. Then the photoinduced electrons in the QDs
can transfer to the Re catalyst, contributing to more OER
species, as proved by the TRIR results, and the QDs can sub-
sequently be regenerated by TEOA. In the QD-Re hybrid
system, the average lifetime of OER, ie. the reduced Re cata-
lyst, was >1.1 ns (7; = 20.4 ps (54%), 7, = 994 ps (31%), 73 > 5
ns (15%), Fig. S12 and Table S17), which is long enough to
feed electrons to the [CO, adduct] and reduce CO,. Compared
to an unsensitized Re catalyst, there is an additional channel
for the formation of OER species in the CulnS, QD-Re hybrid
system; therefore, the photocatalytic activity of the CulnS, QD-
Re hybrid system was improved.

Conclusions

In summary, the Re catalyst was successfully linked to CulnS,
QDs by covalent bonds formed via a copper-free click reac-
tion. The formation of the linked system has been confirmed
by UV-Vis, FTIR and EDX measurements. The electron trans-
fer studies have been carried out by steady-state and time-
resolved fluorescence spectroscopy methods, and femto-
second transient absorption in the mid-IR region. From this
study, we concluded that a fast electron transfer from the
QDs to the Re catalyst occurred in the CulnS, QD-Re hybrid
system, which stimulated the generation of reduced Re
species, and thus improved the photocatalytic performance
of the Re catalyst.
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After full optimization of the hybrid system, we aim to

immobilize the QD-Re system on NiO electrodes to fabricate a
photocathode for CO, reduction.
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