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l of magnetism: on the conversion
of hydrated FeF3 with Li to Fe and LiF†

Ruby Singh,ab Ralf Witte,a Xiaoke Mu,a Torsten Brezesinski, a Horst Hahn,ab

Robert Kruka and Ben Breitung *ac

Conversion-type electrode materials are prominent examples of potential Li-ion battery cathodes and/or

anodes with large specific capacities. Conversion reactions often rely on complete reduction or

oxidation of a transition metal, leading to multi-electron redox processes per formula unit, accompanied

by changes of crystal structure and electronic configuration and, consequently, of materials properties

such as magnetization. Here, we report on the utilization of the FeF3/Fe conversion reaction to reversibly

control the magnetization. Hydrated FeF3 was chosen as electrode material and the changes in

magnetization upon reversible redox reaction against Li counter electrode monitored by means of

Superconducting Quantum Interference Device magnetometry. In situ measurements provide insights

into the changes in magnetization occurring during the conversion reaction, specifically revealing the

transition from paramagnetism to ferromagnetism.
1. Introduction

Materials with tailorable and tunable properties are receiving
great interest in materials science. The possibility to tailor or
tune properties is a desired feature for the development of
functional materials for various applications. While tailoring
means generating a specic structure or architecture of the
material to achieve a certain property, the tuning concept
addresses reversible changes of properties by means of an
external control parameter. One possibility to reversibly change
the characteristics of a material is to vary the magnetic inter-
actions between electrons, thus leading to different types of
magnetic responses in a magnetic eld. This concept of
magnetization tuning has been shown by, e.g., magnetoelectric
coupling at ferromagnetic/ferroelectric interfaces.1–8 Addition-
ally, electron- or hole-doping has been shown to modify the type
of magnetism in La1�xSrxMnO3 (LSMO); doping can be achieved
either by altering the elemental composition of LSMO (addi-
tional Sr leads to hole doping, resulting in a tailored structure)
or by applying an electric eld, which reversibly changes the
carrier concentration in LSMO.9–14
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However, the tuning of LSMO using an external electric eld
constitutes only a surface effect depending on the affected
magnetic depth.15 In order to address the bulk material,
a different concept has been applied recently.16–19 For example,
the magnetization of bulk g-Fe2O3 could be tuned by reversible
intercalation of Li+ into vacant sites of the lattice structure.20,21

This idea is derived from the concept of Li-ion batteries (LIBs),
where active materials are reversibly de/lithiated over thou-
sands of cycles and show distinct redox reactions depending on
the applied potential. These redox reactions are oen accom-
panied by changes in magnetization due to the transferred
electrons. The most common electrode materials for LIBs are
intercalation materials,22–26 where lithium is intercalated into
a host structure but does not extensively change the crystal
structure of the active material. Usually, only a fraction of the
redox active ions in the active material is being reduced or
oxidized (e.g., LiCo(III)O2/Co

(IV)O2) to prevent material degrada-
tion due to changes in crystal structure. In contrast to interca-
lation materials, conversion materials are based on complete
structural conversion. The reduction of, e.g., Fe(III)F3 to Fe(0)

requires three electrons per formula unit and completely
rebuilds the material. In the latter case, the conversion is
accompanied by a transition of antiferromagnetic FeF3 to
ferromagnetic Fe. Many different metal uoride compounds are
reported to be LIB cathode alternatives with high specic
capacity but low reversibility resulting from the complex
conversion reactions.27–30

In the present work, the concept of in situ monitoring the
lithiation of an electrochemically active material is extended
from the intercalation approach to the reversible conversion
reaction of FeF3$3H2O (b-FeF3) (eqn (1)). The conversion of
J. Mater. Chem. A, 2019, 7, 24005–24011 | 24005
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FeF3$3H2O to Fe delivers a specic capacity of 712 mA h g�1

owing to the three electron reduction.31–33 The conversion
mechanism is a two-step process, comprising an insertion and
a subsequent conversion reaction step.34,35

Fe(III)F3$3H2O + Li / LiFe(II)F3$3H2O (insertion) (1a)

LiFe(II)F3$3H2O + 2Li /

3LiF + Fe(0) + 3H2O (conversion) (1b)

These measurements were performed by coupling Super-
conducting Quantum Interference Device (SQUID) magnetom-
etry with cyclic voltammetry (CV) measurements. A customized
electrochemical cell using an ionic liquid as electrolyte was
built to adapt to the conditions of the SQUID. The changes in
magnetization during the reversible FeF3/Fe conversion were
tracked and the features assigned to the respective increase and
decrease of current during cycling operation. Themagnetic data
are supported by TEM, EELS and Mössbauer spectroscopy.
Apart from the complete conversion, the insertion of Li into the
FeF3$3H2O host structure has been studied as well.

2. Results and discussion

The changes in magnetization during the conversion reaction
were monitored using combined CV/SQUID measurements.
FeF3 and FeF3$3H2O are known conversion materials and
subject of many studies (for application as potential cathodes in
LIBs).36–40 The electrodes for the measurements were prepared
using polyvinyl alcohol (PVA) as binder, since it is known to
form a exible polymer network. PVA is oen used for conver-
sion and alloying electrodes, as it can withstand volume
expansions during the redox reactions. PVA is prepared as
aqueous solution, therefore we chose the most hydrated FeF3
form as starting material to prevent changes during slurry
preparation. Commercial FeF3$3H2O material was analyzed
using Mössbauer spectroscopy and contains around 97%
FeF3$3H2O and 3% FeF3 (Table 1).

The sample for combined CV/SQUID measurements was
prepared in a customized electrochemical cell using a mixture
of FeF3$3H2O, conductive carbon black and PVA binder as
electrode and Li foil as counter electrode. A detailed description
of the slurry preparation can be found in the Experimental
section. The measurement setup and cell used are described in
more detail in Fig. S1.† CVmeasurements were performed while
measuring the changes in magnetization at an applied eld of
0.1 T. A considerably weak magnetic eld was used to prevent
Table 1 Mössbauer hyperfine parameters resulting from the fit to the d

Sample
IS (mm
s�1) QS

Pristine Fe(III) doublet 0.432 0.63
Fe(III) sextet 0.47 0.00

Discharged Fe(III) 0.47 0.54
Fe(II) 1.220 1.73
Fe(0) 0* —

24006 | J. Mater. Chem. A, 2019, 7, 24005–24011
side reactions that appeared when stronger elds were applied,
most probably due to Fe(0) particles responding to the eld and
penetrating the separator, leading to short circuits. The redox
reactions of FeF3$3H2O upon lithiation have been described in
the literature (eqn (1)) and comprise insertion of Li into FeF3
and subsequent conversion to Fe.41 While the insertion reaction
is reported to be reversible, the conversion reaction leads to
accelerated degradation.42 These two mechanisms were inde-
pendently monitored and Fig. 1 shows the evolution of the
magnetic moment with cycling in the insertion regime between
2 and 4.5 V vs. Li+/Li.

The insertion is described to be reversible, since, in contrast
to a conversion reaction, the crystal structure undergoes minor
changes.43 Therefore, the respective insertion reaction of FeF3-
$3H2O to LiFeF3$3H2O only results in a slight rearrangement of
the structure.43 As discussed, the sample represents a mixture of
about 3% FeF3 and 97% FeF3$3H2O, thus the changes in
magnetic moment can be attributed to either of these species.
FeF3 is known to exhibit antiferromagnetism at room temper-
ature, whereas the zero-eld-cooled/eld-cooled (ZFC/FC)
curves for FeF3$3H2O reveal a Néel temperature at around 140
K (Fig. S3†). Below this temperature, some antiferromagnetic
orientations of spins are apparent (1-dimensional antiferro-
magnetism along the chains) and the behavior increases with
decreasing temperature as the chains begin to couple.44 Density
functional theory (DFT) calculations by Zheng et al. indicate an
alternating change of the ground state magnetization between
antiferromagnetism and ferrimagnetism depending on the
lithiation level of FeF3.43 While LiFeF3, Li0.5FeF3 and FeF3 were
found to be antiferromagnetic in nature, both Li0.75FeF3 and
Li0.25FeF3 appear to show ferrimagnetic behavior. In our data,
which were recorded at room temperature, we see a similar
behavior, i.e., an alternating increase and decrease of magne-
tization depending on the lithiation degree. The insertion
reactions seem to involve several steps, which are repeatedly
changing the magnetization of the sample. The current
progression and the respective changes in magnetization
appear to be very reversible, therefore we conclude that the
redox reactions do not result in major changes of the crystal
structure (note that this would lead to material degradation).
The magnetization aer one complete cycle does not coincide
with the magnetization before cycling; in fact, an increased
value is found aer each cycle. The increase is noticed in every
cycle and may be the reason for the continuous growth of
magnetization background with cycling operation. A possible
explanation might be the slight change of structure when
ata. The asterisk denotes a fixed fit parameter

(mm s�1) BHF (T)
G

(mm s�1) Area (%)

— 0.27 97
3 39.8 0.40 3

— 0.47 23
— 0.85 53
— 0.6 24

This journal is © The Royal Society of Chemistry 2019
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Fig. 1 First 13 cycles of the FeF3$3H2O/Li insertion reaction (top) with a more detailed view of the 5th cycle (bottom). CV/SQUID measurements
showing the evolution of magnetization with current and potential. The sweep rate was 1 mV s�1. The horizontal dashed green line in the bottom
panel represents the zero line of current, while the vertical red dotted lines denote the potential at the respective time. Corresponding cyclic
voltammograms can be found in the ESI (Fig. S2†).
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achieving a lithiation level of x > 0.5 in LixFeF3, which appar-
ently is not be fully reversible. Yamakawa et al. reported
a pronounced change in XRD pattern upon insertion of >0.5 Li
in FeF3, resulting from the conversion of the FeF3 crystal
structure (ReO3-type).45 Moreover, Doe et al. describe a possible
precipitation of nanosized Fe when x > 0.5 (in LixFeF3), which
may be the reason for the irreversible increase in magnetiza-
tion.33,45 We assume that a combination of structural and elec-
tronic processes, appearing during the insertion processes, lead
to the described increase in magnetization. Nevertheless, the
clear reason for this result remains unclear at present.
Fig. 2 Conversion reaction of FeF3$3H2O. The sweep rate was set to 0
general. Magnetization degradation with cycling is observed, reflecting t

This journal is © The Royal Society of Chemistry 2019
Similar measurements have been performed between 1 and
4.5 V (vs. Li+/Li) to include the conversion reaction of FeF3$3H2O
(eqn (1)). Fig. 2 shows the dependence of magnetization on the
redox reactions occurring during this conversion, the change in
magnetization being around 1000 times larger compared to the
insertion regime. This is a clear indication for the conversion of
the paramagnetic material to a ferromagnetic one.

As explained above, the overall reversibility of the FeF3$3H2O
conversion reaction is reported to be relatively low due to
structural changes. The magnetization changes during conver-
sion are superimposing the weak insertion variations. The
.1 mV s�1 to account for the slow kinetics of conversion reactions in
he decreasing appearance of Fe(0).

J. Mater. Chem. A, 2019, 7, 24005–24011 | 24007
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curves in Fig. 2 can be explained as follows: upon lithiation,
FeF3$3H2O converts to Fe and LiF. The reduction reaction can
be tracked by the increase in absolute current (green line,
negative current values) and results in an increase in magneti-
zation below the FeF3/Fe redox potential. The magnetization
reaches its maximum when the potential is not sufficient
anymore to reduce more FeF3 to Fe. With increasing potential,
the current increases and when it becomes positive the reverse
reaction (Fe + 3LiF / FeF3 + 3Li) takes place. This is accom-
panied by a decrease in magnetization. The highest slope of the
magnetization increase is coinciding with the lowest potential,
indicating the proceeding conversion reaction. The decreasing
intensity of the magnetization change with cycling is related to
the irreversibility of the conversion reaction. It appears that
with every cycle less FeF3$3H2O can be converted to Fe, and
therefore, the specic capacity decreases. This behavior is re-
ected as well by the current, showing decreasing values at low
potential during cycling. This partial irreversibility of the FeF3
conversion reaction has been reported in several studies.35,36,46

Additionally, stepwise background increase of magnetization
aer each conversion reaction is observable. This indicates the
presence of particles that remain in a ferri- or ferromagnetic
state and do not participate in the reaction anymore. To further
evaluate the magnetization, magnetization curves were recor-
ded. The evolution of magnetization with increasing magnetic
eld is shown in Fig. 3, where the as-prepared material, the
electrode at different lithiation states (2 V for insertion, 1 V for
conversion) and at the higher cutoff potential (4.5 V) are
compared with the empty electrochemical tuning cell.

The magnetization curves were measured to exclude
a possible contribution of the electrochemical cell housing plus
all integral parts such as wires, seals and connections to the
measurement devices. Hereby, the as-prepared sample (yellow
line) will rst be lithiated (green curve, 2 V, insertion) and
converted to the fully discharged state (blue curve, 1 V,
conversion) with a subsequent delithiation to the charged state
at 4.5 V (red curve). The brown line indicates that there is no
Fig. 3 Room temperature magnetization curves of the sample at differ
tuning cell, while the blue and red curves display the magnetization of th
respectively. The green curve denotes the material discharged to 2 V (ins
splitting results from self-discharge during the measurement. Since the s
slightly changes over time. This indicates that even small state of charge

24008 | J. Mater. Chem. A, 2019, 7, 24005–24011
signicant contribution of the housing to the magnetization.
The as-prepared material shows paramagnetic behavior, while
the fully discharged (Fe + LiF) and fully charged (FeF3) states
indicate cooperative effects, presumably ferromagnetic
coupling. Note that the fully delithiated species can be also
described as LiyFeFx, as many indications appear in the litera-
ture that FeF3 cannot be completely regained.33,41 Nevertheless,
the weak ferromagnetic behavior is not expected in the fully
charged state of the material. As mentioned, the evolution of
magnetization in the CV/SQUID measurements shows
a continuous increase in background with increasing cycle
number. This may suggest that not every Fe particle formed
during the lithiation process of the conversion reaction can be
converted back during the delithiation process. These remain-
ing Fe particles would show a ferromagnetic signature. Thus,
the shape of curve for the fully charged sample likely results
from an overlap of the ferromagnetic state of the remaining Fe
particles and the state of the delithiated material.

Quantication of the Fe species (Fe(0), Fe(II), Fe(III)) present in
the as-prepared and the fully lithiated species was performed
using Mössbauer spectroscopy. Additionally, the magnetic
states were investigated. The as-prepared sample shows a spec-
trum, which can be well represented with a doublet, with isomer
shi (IS) of FeF3$3H2O (b-FeF3) and quadrupole splitting (QS)
characteristic of Fe(III), being in good agreement with the liter-
ature (Fig. 4).47 An additional component with magnetic sextet
can be attributed to antiferromagnetic FeF3, with a magnetic
hyperne eld BHF of about 40 T. Table 1 summarizes the tting
results.48

In contrast, the discharged sample features a drastically
altered spectrum, as expected based on the results of the
changes observed in the magnetic properties during the elec-
trochemical reduction process. The spectrum can be repre-
sented using three sub-spectra. A minor component with an IS
and a QS typical of Fe(III), which is very similar to the pristine
material, a distinctly split Fe(II) component and a singlet-like
component with an IS being very close to what is expected
ent potentials. The brown line represents the empty electrochemical
e material in its fully discharged (Fe + LiF) and fully charged (FeF3) state,
ertion regime) and the yellow curve the as-prepared material. The cure
ample is not completely in equilibrium state, the open circuit potential
changes can be detected using coupled CV/SQUID measurements.

This journal is © The Royal Society of Chemistry 2019
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Fig. 4 Mössbauer spectrum for (a) as-prepared powder and (b) fully lithiated material (initial discharge).
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for metallic Fe. The t is a bit ambiguous due to the strong
overlap of the sub-spectra, however, with additional evidence
from TEM (next paragraph), it is reasonable to attribute the
singlet component to reduced Fe(0). Fe(0) is present in a nano-
particulate form and therefore shows a singlet, characteristic
of the superparamagnetic state. The latter interpretation is in
agreement with the magnetometry data, which do not show
the full magnetic moment of Fe(0). This can be well understood
by the fact that the magnetization of Fe nanoparticles may not
be fully saturated in the accessible magnetic eld. The spec-
trum and its interpretation correspond well with what has
been found by ex situ and operandoMössbauer experiments on
a similar electrochemical cell.29,49 The quantication of Fe
species in the discharged sample further shows that only some
of the FeFx$3H2O can be converted to Fe(0) by using these
measurement parameters. These results support the nding
by other groups, describing the formation of differently
structured FeF3 and LixFeF3 species instead of full conversion
reaction to Fe(0) and FeF3.33 The magnetization further indi-
cates that less of ferromagnetic Fe(0) is formed with increasing
cycle number, which helps explain the low overall
magnetization.

The expected saturation magnetization of Fe(0) amounts to
217.6 emu g�1.50,51 When compared to the measured values in
Fig. 3, this value is not achieved. The sample shows a saturation
magnetization of about 30 emu g�1 at 5 T. This difference can
be explained by two effects. From the results of the Mössbauer
measurements, the conversion reaction seems not to be
complete, the amount of formed Fe(0) is smaller than the
theoretical quantity calculated for a full conversion. This would
lead to a lower absolute saturation magnetization. The second
effect is related to the small particle size of the formed Fe(0). It is
known that conversion reactions result in very small crystalline
or amorphous nanoparticles, with sizes oen being in the nm
range.45 Particles of such small size typically only show a single
magnetic domain and specic electron spin behavior, therefore
they are superparamagnetic in nature. The superparamagnetic
behavior has been described for Fe(0) nanoparticles of diameter
around 10 nm.52–54

To analyze if the Fe(0) particles in the cycled sample have
diameters in the lower nm region and therefore could show
This journal is © The Royal Society of Chemistry 2019
superparamagnetic behavior, TEM investigations have been
performed. Fig. 5a shows a HAADF-STEM micrograph of the
fully discharged sample, with the SAED indicating an fcc
structure, most probably that of LiF (Fig. 5b).

To identify the elements, EELS has been conducted on the
same area (Fig. 5c and d), revealing anticorrelation of the
spatial distribution of Li (green) and Fe (red). The Fe(0) size has
been determined by HR-TEM (Fig. 5e). In fact, particles having
diameters between 5 and 10 nm and a bcc structure were
found. Consequently, the size dependent transition from
ferromagnetic to superparamagnetic state during the conver-
sion reaction is a possible scenario and helps explain the
magnetization in Fig. 3. For identication of Li and Fe, the Li–
K and Fe–M edges located between 55 to 75 eV were used.
These edges were chosen to prevent beam damage on beam
sensitive LiF and to still obtain good signal-to-noise ratios.
Because the F–K edge is located at 685 eV and the EELS signal
reduces exponentially with higher energies, a 50 times higher
dose is required to map the F in LiF. During our experiments,
this led to severe beam damage on the LiF particles. Thus, we
determined LiF and Fe via SAED and showed the anti-
correlation of Li and Fe with EELS. Taken together, this
demonstrates the presence of Fe and LiF in the discharged
state of the electrode.
3. Experimental
Sample preparation

The FeF3$3H2O/carbon C65 nanocomposite was obtained by
ball-milling a FeF3$3H2O (Alfa Aesar)/carbon black (C65) (Tim-
cal) mixture at 500 rpm for 3 h using a Retsch PM 100 planetary
ball mill with WC vials and a ball-to-powder ratio of 20 : 1.
Aerwards, the slurry was prepared by mixing the ball-milled
sample with carbon C65 additive and an aqueous Selvol 425
PVA binder solution (70 : 20 : 10 weight ratio). The resulting
slurry was pasted onto Cu foil (Gould Electronics) by doctor-
blading and then dried in a vacuum oven at 80 �C for 12 h.
The active material loading varied from 0.35 to 2 mg cm�2,
depending on the measurement type (M/H-curves, CV/SQUID
measurements).
J. Mater. Chem. A, 2019, 7, 24005–24011 | 24009
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Fig. 5 Electronmicroscopy of the dischargedmaterial. (a) STEM-HAADFmicrograph with (b) the SAED pattern of the lithiated sample. The broad
ring of d-spacing 2.34 Å can be attributed to the (111) plane of LiF. (c) Enlargedmicrograph of the area denoted by the rectangular box and (d) the
corresponding elemental map for Li+ (green) and Fe atoms (red) from EELS (Li–K and Fe–M edge). (e) HR-TEMmicrograph and FFT of the shown
crystallites (contrast enhanced to make the crystallites better visible).
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Cell assembly

An electrochemical tuning cell (Fig. S1†) was used for combined
CV/SQUID measurements. Therefore, the prepared electrode,
glass ber separator (GF/A, Whatman) and lithium foil (China
Lithium Ltd) as counter electrode were stacked and assembled
in the cell. LiTFSI (20 wt%, Sigma Aldrich) in EMIM-TFSI (Sigma
Aldrich) was used as electrolyte to adapt to the SQUID
measurement conditions (no organic solvent could be used,
since accidental evaporation would lead to cell failure and
contamination of the magnetometer).
Instrumentation

Potentiostatic measurements were performed using a mAutolab
Type 3 (PGSTAT12/30/302) coupled with an MPMS3 SQUID with
vibrating sample magnetometer (VSM). S/TEM was performed
on a Titan 80-300 (FEI) operated at 300 kV equipped with
imaging aberration (Cs) corrector and Gatan GIF Tridium 863
energy lter. 57Fe Mössbauer spectra were recorded using
a spectrometer in transmission geometry with a moving source
of 57Co in a Rh matrix and a triangular velocity variation. Care
was taken to seal the sensitive samples into a plastic bag inside
an argon-lled glove box to avoid oxidation. The isomer shi is
given relative to bcc-Fe at room temperature.
4. Conclusions

The impact of redox reactions on the magnetization during
conversion of FeF3$3H2O to Fe has been successfully studied.
While the insertion reaction is reversible, the conversion reac-
tion is found to trigger severe degradation processes and irre-
versible reactions. The insertion reaction leads to different
magnetic states of differently lithiated LixFeF3 species. The
conversion of paramagnetic FeF3$3H2O to ferromagnetic Fe(0),
leading to major changes in magnetization, could be clearly
tracked at low cell potentials. The saturation magnetization at
larger magnetic elds can be explained by incomplete conver-
sion reactions and by the small particle size (<10 nm), leading to
24010 | J. Mater. Chem. A, 2019, 7, 24005–24011
superparamagnetism. The presence of crystalline Fe(0) particles
of diameter around 10 nm was observed by means of HR-TEM,
SAED and EELS. Furthermore, Mössbauer spectroscopy
conrmed the formation of superparamagnetic Fe(0) particles
during the conversion reaction. These combined CV/SQUID
measurements demonstrate that the reversibility issues,
which have been reported for conversion-based FeF3$xH2O
materials in electrochemical energy storage applications, also
appear in the magnetic tuning experiments and can be analyzed
in detail by monitoring the magnetization changes with cycling.
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