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ification of the chemical structure
of N-doped carbon dots and their enhanced
quantum yield and photostability†

Sohee Yun, Eun Soo Kang and Jin-sil Choi *

This article presents the Zn-assisted synthesis of N-doped carbon dots (N-CDs) with an enhanced quantum

yield (QY) and photostability. There have been intensive studies to improve or tune the optical properties of

carbon dots (CDs) to meet the demand for luminescent materials in various fields, including energy

conversion, photocatalysis, bioimaging, and phototherapy. For these applications, the photostability of

the CDs is also a critical factor, but the related studies are relatively less common. The Zn-assisted N-

CDs (denoted as Zn:N-CDs) obtained by the addition of Zn(OAc)2 to the precursors during the synthesis

of N-CDs not only exhibited an enhanced quantum yield but also improved photostability compared to

those of N-CDs. A comprehensive study of the chemical composition of Zn:N-CD and N-CD using X-ray

photoelectron spectroscopy indicated a correlation between their chemical structure and photostability.

Zn(OAc)2, which acts as a catalytic reagent, induced the modification of chemical structures at the edges

of carbogenic sp2 domains, without being doped in N-CD, and the heteroatom–carbon bonds in Zn:N-

CD seemed to be more resistant to light compared to those in N-CDs. The increased QY and

photostability of Zn:N-CDs make them more suitable as an optical probe and they could be used in

fingerprint identification. With Zn:N-CDs, the microstructure of fingerprints was confirmed clearly for

a long duration effectively.
Introduction

Carbon dots (CDs) are considered promising nanomaterial
candidates in various elds, including energy, optics, biology,
and medicine, owing to their unique properties, low toxicity,
ease of preparation, and cheap and abundantly available
precursors.1–3 The physicochemical properties of CDs are closely
related to their atomic composition, chemical structure, and
size, and extensive efforts have been made to improve their
properties. In particular, the optical properties of CDs can be
controlled by modulating the size of the carbogenic sp2

domains, the shape of the domain edges, surface functional
groups, or the type of metal dopant or uorescent dye incor-
porated in the structure.4–6 Owing to the quantum connement
effect, the band gaps of CDs are determined by the number of
aromatic rings in their structure (i.e., the size of the carbogenic
domains in the CD).7,8 The surface passivation of CDs by doping
heteroatoms such as B, N, or S can increase their uorescence
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quantum yield (QY) from �2 to as high as 70–90%.9–13 The
doping of metals such as Zn, Ni, and Mn can also increase the
QY of CDs.14,15 Furthermore, the deoxidation of CDs using UV
light can reduce the nonradiative recombination of excitons at
the surface and thus enhance their QY.16 The types of functional
groups at the edges of the sp2 domains play a critical role in
determining the optical properties of CDs.17–19 In addition, the
distribution of –COOH or –NH2 groups at the sp

2-domain edges
of CDs is known to change the energy level of the frontier
orbitals, causing a change in the emission wavelength.20

Consequently, CDs with enhanced QYs and adjustable
maximum emission wavelengths are broadly applied in various
areas, including energy conversion, photocatalysis, bioimaging,
and phototherapy.

Photostability is another critical issue to be considered when
developing CDs for certain applications. CDs are known to have
better photostability than molecular optical probes, but they
become unstable under long-term exposure to light.21–23

Continuous UV excitation leads to changes in the chemical
structures within CDs, resulting in a decrease in the QY.24 In
addition, it has been reported that the photodegradation of CDs
can cause cytotoxicity.25 To resolve these issues, various studies
have attempted. According to one study, polymer membranes
can prevent the photodegradation of CDs under continuous
exposure to light.26,27 Another study showed that the addition of
ascorbic acid, which acts as a reducing agent and radical
Nanoscale Adv., 2022, 4, 2029–2035 | 2029
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scavenger, can also retard the uorescence bleaching rate of
CDs.28 Furthermore, CDs prepared at high reaction tempera-
tures and/or for long reaction times have been demonstrated to
exhibit lower photobleaching rates upon exposure to light than
CDs synthesized under milder conditions.29,30 Although these
studies achieved progress to improve the photostability of CDs,
they were conducted recently, and further studies are required
to develop photostable CDs.23 Furthermore, in many studies on
the photostability of organic materials, it has been identied
that the chemical structure is one of the critical factors that
determine their photostability.31–33 However, the relationship
between the chemical structure of CDs and their photostability
is not fully understood yet.

In this study, we prepared N-doped CDs (N-CDs) by adding
Zn(OAc)2 to the CD precursors in the synthetic step. The Zn-
assisted N-CDs (denoted as Zn:N-CDs) exhibited signicantly
enhanced QY and photostability compared to those of N-CDs
synthesized without using the Zn salt. Many studies have
demonstrated that the doping of the Zn(II) ion in CDs can
improve their optical properties.14,24,34–37 However, in this study,
Zn(OAc)2 was not incorporated in the Zn:N-CD matrix, as
ascertained through inductively coupled plasma-mass spec-
trometry (ICP-MS) analysis. Instead, it changed the chemical
structure of certain domains in the Zn:N-CDs compared to
those of N-CDs, leading to enhanced QY. Additionally, the study
of the chemical structure before and aer light exposure clearly
indicated that the difference in the photostabilities of Zn:N-CDs
and N-CDs is closely related to the structural differences
between them. Thus, the developed Zn:N-CDs could be used to
successfully visualize the detailed structure of a latent nger-
print over a ve times longer duration than that provided by N-
CDs.
Experimental section
Reagents

Citric acid (CA, 99.9%), ethylenediamine (EDA, >98%), zinc
acetate [Zn(OAc)2, 98.0%], quinine sulfate (98.0%), and the 3-
(4,5-dimethylthiazol-2-yl)-2,5-diphenyltetrazolium bromide
(MTT) assay kit were purchased from Sigma Aldrich and used as
received. A549 cells were purchased from American Type
Culture Collection (USA) and grown in Dulbecco's modied
eagle medium supplemented with 10% fetal bovine serum.
Synthesis of N-CD and Zn:N-CDs

N-CDs and Zn:N-CDs were prepared according to a previously
reported method with some modications.38,39 In a typical
synthesis, CA (10 mmol) and EDA (5 mmol) were dissolved in
deionized water (15 mL) for both N-CD and Zn:N-CDs. Zn(OAc)2
(0.1–5 mmol) is further added for Zn:N-CDs, and the resulting
mixture was hydrothermally treated in a Teon-lined stainless
steel autoclave at 200 �C. Aer one hour of the reaction, the
mixture was cooled to room temperature, and the residue was
puried by column chromatography (CombiFlash NextGen 100,
Teledyne ISCO) to obtain a brown Zn:N-CD sample.
2030 | Nanoscale Adv., 2022, 4, 2029–2035
Material characterization

The size and morphology of Zn:N-CD were examined by trans-
mission electron microscopy (TEM, Hitachi, H-7650). The Zn
content and crystalline structure of Zn:N-CD were analyzed by
ICP-MS (NEXION-350X, PerkinElmer Korea) and X-ray diffrac-
tion (XRD, SmartLab, Rigaku, Japan), respectively. The chemical
functional groups and composition of Zn:N-CDs were investi-
gated by Fourier-transform infrared (FTIR) spectrometry
(Nicolet 6700, Thermo, USA) and X-ray photoelectron spectros-
copy (XPS, K-Alpha+, Thermo Fisher Scientic, USA), respec-
tively. The absorption and uorescence spectra of Zn:N-CDs
were recorded using a UV-vis spectrophotometer (Lambda 1050,
PerkinElmer) and uorescence spectrometer (QM-400,
HORIBA), respectively. The uorescence lifetime was
measured using a uorescence lifetime spectrometer (FL920,
Edinburgh Instruments, United Kingdom).
QY measurements

The relative QYs of Zn:N-CDs and N-CDs were calculated as
follows:

Qs ¼ Qr

ms

mr

ns

nr

where Q is the uorescence QY, m is the slope of the plot of the
integrated uorescence intensity against absorbance, and n is
the refractive index of the solvent. The subscripts s and r
represent the sample and reference, respectively. A solution of
quinine sulfate in a 0.5 M H2SO4 aqueous solution was used as
the reference (QY¼ 54.6%). The QY was determined through an
average of three measurements under consistent experimental
conditions.
In vitro cell viability assay

The biocompatibility of the Zn:N-CD and N-CD samples was
evaluated using human lung cancer cells (A549) using the MTT
assay. A549 cells (2 � 105 cells per well) were cultured overnight
in a 96-well microtiter plate in a 5% CO2 atmosphere at 37 �C.
The wells were charged with a cell medium containing Zn:N-CD
or N-CD (12.5, 25.0, 50.0, 75.0, 100.0, 250.0, and 500.0 mg mL�1)
and incubated for 24 h. Then, 10 mL of the MTT solution was
added to each well (nal concentration: 0.5 mg mL�1). Aer
incubation for 4 h, formazan, which is generated from the
reduction of MTT with NAD(P)H-dependent oxidoreductase in
living cells, was dissolved in the solubilization solution
provided with the kit. The absorbance at 550 nm was obtained
using a microplate reader (SpectraMax M2e, Molecular Devices,
LLC, USA).
Fingerprint analysis using the CDs

A drop of the aqueous solution containing Zn:N-CD or N-CD
(0.5 mg mL�1) was cast on ngerprints on a glass slide.
Subsequently, the solvent was evaporated, and the ngerprints
were observed using a UV lamp (365 nm, 400 mW cm�2).
© 2022 The Author(s). Published by the Royal Society of Chemistry

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d2na00013j


Paper Nanoscale Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

0 
m

ar
tie

 2
02

2.
 D

ow
nl

oa
de

d 
on

 1
6.

03
.2

02
6 

18
:1

8:
17

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
Results and discussion

Zn:N-CD was prepared as reported previously with some
modications.38,39 Zn(OAc)2 was added to the reaction solution
containing CA and EDA (Fig. 1a). The synthesized Zn:N-CD was
conrmed to have a spherical shape and an average size of 3.5�
1.1 nm, as shown in the TEM image (Fig. 1b). The size of Zn:N-
CD was found to be slightly smaller than that of N-CD (5.9� 1.3
nm) (Fig. S1, ESI†). High-resolution TEM images revealed that
Zn:N-CD has a partially crystalline structure with a lattice
spacing of 0.2 nm, which corresponds to the spacing of the (100)
plane of graphite (Fig. 1c).40,41 In Fig. 1d and S2,† the XRD
patterns of Zn:N-CD and N-CD exhibit a broad diffraction peak
centered at �19.58�, which is attributed to the (002) lattice
spacing of a typical carbon-based material (JCPDS # 26-
1076).42–44

The optical properties of Zn:N-CDs were explored by
analyzing their absorption and emission spectra. Both the Zn:N-
CD and N-CD samples yielded absorption peaks at 240 and
Fig. 1 (a) Schematic of Zn:N-CD synthesis. Each sphere represents an
atom as follow: white: H, grey: C, blue: N, and red: O. (b) Low-reso-
lution and (c) high-resolution transmission electron microscopy
images of Zn:N-CD. Inset in (b) shows the particle size distribution. (d)
XRD pattern of Zn:N-CD.

© 2022 The Author(s). Published by the Royal Society of Chemistry
340 nm, corresponding to the p / p* transition of the sp2

domains (–C]C–) and n/ p* transition of the C]O groups at
the edge of sp2 domains, respectively (Fig. 2a).1,3,40 Zn:N-CD
showed a clearer shoulder peak at 240 nm compared to that of
N-CD. The uorescence spectra (lex: 350 nm, Fig. 2b) of N-CD
and Zn:N-CD exhibited strong emission peaks at 445 and
450 nm, respectively. The emission spectrum of Zn:N-CD was
broader than that of N-CD, implying that the optical transitions
in Zn:N-CD involved a wider distribution of electronic states
compared to those in N-CDs.45 A continuous red shi in the
emission maximum of Zn:N-CD was observed with the increase
in the excitation wavelength (Fig. S3, ESI†). This excitation-
dependent emission of Zn:N-CDs arises from surface energy
trap states, which turn emissive upon surface passivation.45–47

When placed on a UV lamp (lex: 365 nm, UVItech, England),
both the Zn:N-CD and N-CD samples displayed a bright blue
color. Several Zn:N-CD samples were synthesized using
different amounts of Zn(OAc)2 at a xed CA : EDA ratio (2 : 1). As
shown in Fig. 3a and S4,† the brightness of the aqueous
suspension of Zn:N-CDs varied depending on the amount of
Zn(OAc)2 used in the synthesis. The emission spectra of the
suspensions in the same concentration clearly exhibited
a brightness variation (Fig. S5, ESI†). The relative QYs (standard:
quinine sulfate in a 0.5 M H2SO4 aqueous solution) of the Zn:N-
CD samples were measured to be 31.6%, 34.4%, 41.5%, 47.4%,
36.4%, 36.4%, and 31.9%, respectively, when the ratio of
EDA : Zn(OAc)2 was increased from 1 : 0 to 0.02, 0.04, 0.125,
0.25, 0.5, and 1 (Fig. 3b). Zn:N-CDs synthesized with an
EDA : Zn(OAc)2 ratio of 1 : 0.125 exhibited the highest QY
among the Zn:N-CD samples, and the value was approximately
1.5 times higher than that of N-CD (31.6%). Zn:N-CD showed
a slightly slower uorescence decay rate (1.13 ns) than N-CD
(0.84 ns) under 350 nm excitation (Fig. 3c). It has been reported
that the extended uorescence lifetime of CDs, which results
from a decrease in the nonradiative recombination and self-
trapping of excitons, contributes to QY enhancement.46,48–50

The QYs of N-CD samples synthesized using other Zn sources,
viz., ZnSO4, ZnCO3, ZnCl2, Zn(NO3)2, and Zn(BF4)2, were deter-
mined to be 27, 35, 25, 21, and 38%, respectively (Fig. S6, ESI†).
The addition of acetic acid, NaOAc, or other metal sources (i.e.,
Mn(OAc)2, Fe(OAc)2, and Cu(OAc)2) did not result in improved
QY of the obtained N-CDs (Fig. S6, ESI†). In addition, N-CDs
prepared without the assistance of the Zn salt in the synthetic
step retained their QY (35%) aer post-reaction with Zn(OAc)2
Fig. 2 (a) Normalized absorption and (b) emission spectra of the Zn:N-
CD and N-CD samples.

Nanoscale Adv., 2022, 4, 2029–2035 | 2031
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Fig. 3 (a) Photograph of the suspensions of Zn:N-CDs and N-CD
(conc.: 0.5 mg mL�1) placed on top of a UV lamp (365 nm). (b)
Quantum yields and (c) fluorescence lifetimes of Zn:N-CDs and N-CD
(lex ¼ 350 nm and lem ¼ 450 nm).
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(Fig. S6, ESI†). Therefore, Zn(OAc)2 seems to play an important
role in the synthetic stage of Zn:N-CD to improve their optical
properties.

The photostability of Zn:N-CD was examined with light
exposure. Aqueous suspensions containing Zn:N-CD or N-CD
(0.1 mg mL�1) were exposed to daylight for 48 h, and their
uorescence intensity at 450 nm (lex: 350 nm) was measured
using a uorometer. As shown in Fig. 4a, the Zn:N-CD suspen-
sion retained �80% of its initial uorescence intensity aer 8 h
of exposure, while the uorescence intensity of the N-CD
suspension decreased to �40%. Overall, the uorescence
intensity of the Zn:N-CD suspension decreased slowly under
daylight compared to that of the N-CD suspension. Zn:N-CD
also exhibits higher photostability compared to various N-CDs
Fig. 4 (a) Time-dependent fluorescence intensities of Zn:N-CD and
N-CD under exposure to daylight (lex: 350 nm and lem: 450 nm). (b)
Images of the aqueous suspensions of Zn:N-CD and N-CD before and
after exposure to daylight. (c and d) Absorption and emission spectra of
Zn:N-CD before and after exposure to daylight.

2032 | Nanoscale Adv., 2022, 4, 2029–2035
(Fig. S7, ESI†). Although the uorescent intensity of the Zn:N-
CD and N-CD samples decreased to 13 and 5% of their initial
uorescence intensity, respectively, aer 48 h of exposure to
daylight, Zn:N-CD exhibited relatively high uorescence owing
to its superior initial intensity, as shown in Fig. 4b and S5.†
Therefore, we inferred that Zn(OAc)2 plays a vital role in the
formation of the Zn:N-CD structure to improve its photostability
compared to that of N-CD. In the absorption spectrum of Zn:N-
CD, the intensities of the peaks at 250 and 340 nm decreased
signicantly with light exposure (Fig. 4c). Meanwhile, the
absorption of Zn:N-CD at �275 and 450 nm increased aer one
day of light exposure. In the uorescence spectrum, the uo-
rescence intensity at 450 nm decreased with light exposure,
without any peak shi (Fig. 4d).

To understand the role of Zn(OAc)2 in the formation of Zn:N-
CD, the chemical structures of the Zn:N-CD and N-CD samples
were investigated through FTIR spectroscopy and XPS. Zn(OAc)2
appeared to only participate in the formation of Zn:N-CD,
without being incorporated in the CD framework, as inferred
from the negligible Zn content in the ICP-MS analysis (Table S1,
ESI†). The FTIR spectra revealed that Zn:N-CD andN-CD consist
of similar functional groups (Fig. S8, ESI†). However, the peak at
895 cm�1 corresponding to the C–O–C groups in the glycosidic
structure,51,52 which was observed in the spectrum of N-CD, did
not appear in the FTIR spectrum of Zn:N-CD. In addition, a new
peak at 1038 cm�1, originating from C–O bonding in poly-
saccharides,53 appeared newly in the FTIR spectrum of Zn:N-CD.
In addition, Zn:N-CD possessed less negative surface charge
compared to N-CD, indicating fewer carboxylic groups on its
surface (Table S2, ESI†). The chemical compositions of the
Zn:N-CD and N-CD samples were further analyzed using XPS. In
the survey XPS scan of Zn:N-CD, peaks from C1s, N1s, and O1s

were observed clearly, and no peak of Zn2p was present, which is
consistent with the result of the ICP-MS analysis. Based on the
area of each peak in the XPS spectra (Fig. 5 and S9, ESI†), it was
determined that Zn:N-CD has a slightly higher C1s content
(63.1%) than N-CD (59.3%), while the contents of the other
atoms in Zn:N-CD were slightly lower than those in N-CD (N1s:
7.5% and O1s: 29.4% in Zn:N-CD vs. N1s: 8.7% and O1s: 32.0% in
N-CD). The chemical bonding of each atomic component was
investigated in detail through a spectral peak tting of the high-
resolution C1s, N1s, and O1s spectra based on the reported
binding energies of the chemical bonds, as shown in Fig. 5. In
the C1s spectrum of Zn:N-CD (Fig. 5a), a strong peak is observed
at 284 eV, corresponding to the C–C/C]C bonds of the carbo-
genic domains, along with the peaks of C–O (285.5 eV) and
C]O (288.0 eV). In the N1s spectrum (Fig. 5a), Zn:N-CD shows
a strong peak for Npyrrole (399.5 eV) located at the edge sites of
the carbogenic domain and a negligible peak (401 eV) for
Ngraphite located in the sp2-carbon domain. Furthermore, the O1s

spectrum contains two peaks corresponding to the C–O and
C]O bonds (532.6 and 531.1 eV, respectively) (Fig. 5a). The
results indicate that Zn:N-CD contains a higher population of
carbons in the carbogenic domains and a negligible amount of
graphitic N compared to N-CD (Fig. 5a and b). The coordination
of the carbon precursors (CA and EDA) around Zn ions might
© 2022 The Author(s). Published by the Royal Society of Chemistry
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Fig. 5 XPS survey scans and high-resolution C1s, N1s, and O1s spectra of Zn:N-CDs (a and c) and N-CDs (b and d) before light exposure (a and b)
and after exposure to daylight (c and d).
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have aided the formation of carbogenic domains in Zn:N-
CD.37,54

Interestingly, aer exposure to light, the chemical compo-
sitions of Zn:N-CD and N-CD differed substantially, as shown in
Fig. 5c and d. Zn:N-CD had a similar atomic composition before
and aer 48 h of exposure to daylight (Fig. S9, ESI†). According
to the detailed analysis of the chemical bonding of Zn:N-CD, its
overall chemical composition before and aer light exposure
was almost similar, although the peak intensity from C–C/C]C
and C]O bonding decreased slightly. These structural changes
induce the absorbance variation (Fig. 4c) originating from new
energy states.5,17,55 The photodegradation of Zn:N-CD seems to
induce impurities in the cariogenic domains, leading to an
absorption intensity increase at �275 nm.17 The increase of the
C–O ratio in Zn:N-CD induced the absorption peak decrease at
350 nm (n / p* transition of C]O) (Fig. 5c) and the rise of
newly appeared absorbance at approximately 450 nm.5,55

Conversely, the atomic content of C in N-CD increased signi-
cantly from 59% to 72% aer exposure to light, whereas those
of N and O decreased (N1s: 32% to 25% and O1s: 9% to 3%;
Fig. S9, ESI†). In the C1s spectrum of N-CD aer light exposure
(Fig. 5d), peaks from carbon and heteroatom bonding were
considerably decreased in strength. Possibly, reduced surface
passivation of the carbogenic domains in N-CD resulted in
© 2022 The Author(s). Published by the Royal Society of Chemistry
a decrease in the emission.1,6,48,49 These results indicated that
the photostability of the carbon and heteroatom bonds in Zn:N-
CD and N-CD differed signicantly under light exposure.
Zn(OAc)2 is known to be a Lewis acid that can act as a catalyst in
esterication, amide oxidation, and hydroacylation reac-
tions.56,57 Therefore, it can be inferred that, in the synthetic step,
Zn(OAc)2 participated in the reaction between the precursors,
leading to chemical modication of the edge functional groups
in Zn:N-CD. As a result, the photostability of Zn:N-CD was
signicantly enhanced compared to that of N-CD.

Zn:N-CDs with enhanced QY and photostability can be used
as optical tags in various applications. One of their potential
applications is in the identication of latent ngerprints.2,10,58,59

Zn:N-CDs can successfully adsorb to ngerprints through the
interaction of their hydrophobic sp2 domains with the oil
component contained in the ngerprint.2,58,59 In addition,
negatively charged Zn:N-CDs effectively interact with basic
proteins of the secretion components (Table S2, ESI†).58 When
the aqueous suspension of Zn:N-CD (0.5 mg mL�1) was depos-
ited and dried on the substrate with the ngerprints, Zn:N-CD
could successfully increase the contrast of the latent nger-
prints (Fig. 6a). Zn:N-CD provided a clear view of the detailed
structures of the ngerprints, such as the core, fork, and ending
ridge features, as shown in the magnied images of Fig. 6a(ii)–
Nanoscale Adv., 2022, 4, 2029–2035 | 2033
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Fig. 6 (a) Latent fingerprint images visualized using Zn:N-CDs. (b)
Images of the fingerprints visualized using Zn:N-CDs and N-CDs at
different time points.
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(iv). In addition, when the same amounts of the Zn:N-CD and N-
CD aqueous suspensions were used, the ngerprint adsorbed
with Zn:N-CD yielded a brighter signal than that adsorbed with
N-CD owing to the higher QY of the former. Furthermore, the
detailed structure of the ngerprint stained with Zn:N-CD could
be conrmed for up to 6.5 h, while it was hardly distinguishable
aer 2 h when stained withN-CD (Fig. 6b). Although continuous
UV light irradiation reduced the uorescent signal from Zn:N-
CD and N-CD faster compared to daylight, Zn:N-CD can still
visualize ngerprints efficiently for a longer period of time
compared to N-CD (Fig. S10 and S11, ESI†). In ngerprint
identication, it is essential to minimize background signal
interference,2,58,59 so that the strong uorescent signal of Zn:N-
CD can effectively differentiate the microstructure of the
ngerprints from various background signals for accurate
ngerprint identication. In addition, the stable emission of
Zn:N-CD under various light conditions enables ngerprint
identication for an extended period of time compared toN-CD.
The toxicity of Zn:N-CD was examined using lung cancer cells
(A549), and no noticeable toxicity was observed at concentra-
tions ranging up to 0.5 mg mL�1 (Fig. S12, ESI†). Therefore,
Zn:N-CD is a non-toxic marker with long-lived uorescence for
effectively visualizing latent ngerprints.
Conclusion

The addition of Zn(OAc)2 involves the formation of chemical
structures in Zn:N-CDs, resulting in improved QY and photo-
stability. An XPS study on the chemical structure variation of the
Zn:N-CD and N-CD samples before and aer light exposure
revealed that the differences in the chemical structures of the
Zn:N-CD and N-CD samples are related to their photostability.
Although further studies are required to clearly understand the
role of Zn(OAc)2, the modication of the chemical structures in
the CDs by the addition of a catalytic agent can be one of the
methods to simultaneously improve the QY and photostability
of CDs. As the Zn:N-CD developed in this study exhibits strong
2034 | Nanoscale Adv., 2022, 4, 2029–2035
uorescence for a long time under light exposure, it can be
a good uorescent material that can be applied in various elds
such as in ngerprint detection, cell imaging, therapy, photo-
catalysis, and energy conversion.
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