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A polymerizable amphiphile having two zwitterionic head-groups has been designed. This compound co-
organizes with an acid, bis(trifluoromethanesulfonyl)imide (HTf,N), into a gyroid bicontinuous cubic liquid-
crystalline phase. In situ polymerization of this phase has been successfully achieved by UV irradiation in the
presence of a photoinitiator, yielding a self-standing gyroid-nanostructured polymer film. When the
polymer film is placed under different relative humidity conditions or in water, it absorbs water owing to
the strong hydration ability of the zwitterionic parts. It has been found that the polymer film preserves
the gyroid nanostructure after the water absorption. Based on reconstructed electron density maps, it is
assumed that the absorbed water molecules form a 3D continuous network along the gyroid minimal

surface, which satisfies several key conditions for inducing fast proton conduction. As expected, such
Received 9th January 2019 hydrated films show high ionic conductivities in the order of 10+ S cm™* when the water content of th
Accepted 3lst May 2019 ydrated films show high ionic conductivities in the order o cm™~ when the water content of the

film reaches 15.6 wt% at RH = 90%. The high conductivity is attributed to the induction of the Grotthuss

DOI: 10.1039/¢95c00131 mechanism, that is, proton conduction via the hydrogen-bonding network of the incorporated water
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Introduction

Proton conductive membranes are key materials that play
a crucial role in developing a sustainable world because of their
versatile utilities in fuel cells, bio-devices, sensors, catalysis, soft
robotics, and so on. Following the discovery of proton-conduc-
tive fluoropolymers, e.g., Nafion,'? a variety of proton-conduc-
tive membranes have been designed using aromatic
polymers,*° block-copolymers,” gels,® liquid crystals,”** metal-
organic frameworks,” and some hybrid materials.’® It is
considered that an ideal proton-conductive membrane should
have properties such as high ionic conductivity, high mechan-
ical strength, extremely low fuel (H, gas or MeOH) permeability,
and surface morphology forming effective interfaces with cata-
lysts. For the realization of such ideal membranes, there have
been intensive demands for the development of an innovative
membrane design strategy. We expect that the construction of
polymer membranes with 3D-continuous proton conductive
pathways should be a promising approach and therefore focus
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on the matrix design based on a gyroid surface,"”

infinite periodic minimal surface.

A gyroid bicontinuous cubic (Cuby,;) phase, consisting of two
interpenetrating networks separated by a 3D infinite periodic
minimal surface with the space group 1a3d, is typically found in
liquid crystals with a lattice parameter of several nanome-
ters.'®>* Despite its 3D continuous and periodic structure and
hence potential for application, the number of studies on the
application of Cuby, liquid crystals is still limited.>**° There has
been recent progress on our original molecular design principle
for creating Cuby, liquid crystals. In a representative system, we
have employed amphiphilic zwitterions consisting of an organic
cation and a sulfonate anion.'>**** Owing to the ability of
zwitterions to form adducts with suitably selected acids, it is
possible to tune their self-organization behavior in order to
form Ia3d-type (gyroid-type) Cuby,; liquid-crystalline (LC)
assemblies by controlling the addition of acids. Since the Cuby,
structures formed by the combination of amphiphilic zwitter-
ions and acids possess a hydrophilic gyroid minimal surface
where their sulfonic acid groups align densely, they have been
expected to be a potential matrix for proton conductive
materials.

For the realization of fast proton conduction, one of the most
general but advantageous approaches is to create hydrogen-
bonding networks of water molecules in the matrices because
water molecule networks enable fast transport of protons based
on a bucket brigade conduction mechanism. This approach is

a type of
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effective for our Cuby,; LC systems to some extent.” However,
since the Cuby; LC materials have fluidity, it is impossible to
introduce a sufficient amount of water molecules into them
while maintaining the LC nanostructures.”»***' In general,
conversion of fluidic LC materials to solid ones can be achieved
by introducing polymerizable groups into LC molecules and
subsequent in situ polymerization.**** In the present study, we
report the development of self-standing polymer films with
a hydrophilic gyroid minimal surface via in situ polymerization
of amphiphilic zwitterions. These polymer films can incorpo-
rate water molecules onto the gyroid minimal surface, forming
a 3D continuous water network, which leads to the induction of
high ionic conductivities in the order of 10" S cm ™.

Results and discussion

We have designed a new gemini-type polymerizable amphi-
phile, Diene-GZI (Fig. 1a). Several unique features are incorpo-
rated into the molecular design which was inspired by several
previous studies on amphiphilic liquid crystals.*>***3>-*° One is
that the new gemini monomer has zwitterionic head groups
consisting of pyridinium cations and sulfonate anions.">*’ A
second is that two single-head/single-tail halves of this mono-
mer are connected via a linker to create a gemini-type amphi-
phile.®**® A third is that polymerizable diene groups are
introduced in between the zwitterionic head groups and the
long alkyl chains.*” The detailed synthesis steps are shown in
the ESI (Scheme S17). The thermal behavior of pristine Diene-
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Fig.1 Design strategy for creating a gyroid-nanostructured matrix. (a)
Molecular structure of the polymerizable gemini-type amphiphile
(Diene-GZI). (b) Molecular structure of HTf,N. (c) Schematic illustra-
tion of our strategy for the preparation of a gyroid-nanostructured
matrix. The gyroid-nanostructure formed by the self-organization of
Diene-GZI has been fixed by in situ radical cross-linking
polymerization.
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GZI was examined by polarized optical microscopy (POM),
differential scanning calorimetry, and X-ray diffraction (XRD)
measurements (see the ESIt). It has been found that pristine
Diene-GZI shows thermotropic LC behavior. Although it is
difficult to identify the mesophase behavior because thermal
polymerization of Diene-GZI starts before isotropization on
heating, it is assumed that Diene-GZI forms a layered smectic
(Sm) phase through nanosegregation of the zwitterionic and
ionophobic parts.

It is of importance that the isotropization temperature and
mesophase behavior of Diene-GZI can be tuned by adding some
acid and water. By examining the amphotropic (lyotropic and
thermotropic) LC behavior of the mixtures of Diene-GZI, acid
and water, we have found that Diene-GZI self-organizes into
Cuby,; phases in the presence of suitable amounts of an acid,
bis(trifluoromethanesulfonyl)imide (HTf,N, Fig. 1b), and water.
For example, the mixture of Diene-GZI/HTf,N/water (1.0/0.5/14
by mol) (MX) exhibits a Cuby; phase at room temperature
(Fig. 1c, left). The formation of the Cuby; phase has been
characterized by powder XRD measurement and POM obser-
vation. The XRD pattern of MX shows two intense diffraction
peaks in the small angle region and the reciprocal d-spacing
ratio of the two peaks is /6 : \/8, which can be indexed as (211)
and (220) reflections of an Ia3d-type (gyroid-type) Cuby,; struc-
ture having a lattice parameter a of 94.4 A (Fig. 2a). No bire-
fringence is observed for MX under POM observation (Fig. 2a,
inset), which is also indicative of the formation of the Cuby;
nanostructure. Based on the insights into the molecular
assemblies of the previously designed amphiphilic LC zwitter-
ions,"*** it is most plausible to assume that the sulfonic acid
groups of Diene-GZI align regularly on the gyroid minimal
surface.

We performed in situ polymerization of MX in the Cuby;
state. The detailed procedure is classified into 5 steps and is
shown in Fig. 2b: step (I) preparation of MX; step (II) addition of
1 wt% of 2,2-dimethoxy-2-phenylacetophenone (DMPA) as
a radical photo-polymerization initiator; step (III) film forma-
tion of the fluidic LC sample on a Teflon substrate; step (IV) UV
irradiation; step (V) removal of the film from the substrate.
These 5 steps produced a self-standing polymer film (Film-
Cuby,;). It is noteworthy that the polymerization has progressed
while preserving the gyroid-nanostructure. This was confirmed
by X-ray measurement and POM observation (Fig. 2a). By per-
forming gravimetric analysis before and after the polymeriza-
tion process, it was found that Film-Cuby,; contains less than 10
wt% water, while the water content in MX was 18.7 wt%. The
difference in the water content before and after polymerization
is attributed to water evaporation during the polymerization
process.

To obtain further insight into the nanostructure in Film-
Cuby,;, synchrotron XRD measurements were performed. By
transforming the obtained diffraction patterns into scattered
electron waves, we reconstructed the electron density map for
Film-Cuby,; (Fig. S11 in the ESI{). It was confirmed that the high
electron density region forms a 3D-continuous domain along
the gyroid minimal surface, which is occupied by the zwitter-
ionic part, HTf,N and water. On the other hand, the electron

This journal is © The Royal Society of Chemistry 2019
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Fig. 2 Preparation procedure for Film-Cuby,; having a gyroid-nanostructure. (a) X-ray diffraction (XRD) patterns and polarized optical micro-
scope (POM) textures of MX (background: yellow), MX + DMPA (background: green) and Film-Cuby,; (background: purple). There is little
difference among the XRD patterns and POM textures, suggesting that MX changes into Film-Cuby,; while preserving the gyroid-nanostructure.
(b) Key steps for converting MX to Film-Cuby,;. Photographs of MX and MX + DMPA are shown. They are viscous LC phases. After the film
formation and UV irradiation steps, MX + DMPA turns into a self-standing polymer film (Film-Cubyy).

lower domains formed by the alkyl chains are observed in the
center of 3D-branched nanochannels. The microscopic struc-
ture in Film-Cuby,; was investigated by scanning electron
microscopy (SEM). Floor and cross-sectional views are shown in
Fig. S8 in the ESL{ It can be seen that Film-Cuby,; is a homoge-
neous polymer film with no micro-scale pores, suggesting that
the polymerization proceeds homogeneously in the film.

Our aim in the present study is to develop a 3D continuous
proton conducting pathway in the film by installing water
molecules densely on the gyroid minimal surface. For the
realization of this aim, we have examined the structure
preserving ability of Film-Cuby,; under various conditions. To
examine the temperature dependence of the gyroid-nano-
structure of Film-Cuby,;, we have carried out XRD measurements
with varying temperatures from 30 to 180 °C on heating and 180
to 30 °C on cooling (Fig. 3a). It can be seen that little change of
the XRD patterns occurs upon heating and cooling, indicating
that Film-Cuby,; maintains the gyroid-nanostructure in the
temperature range whereas the unpolymerized MX monomer
mixture starts to lose the Cuby,; structure at around 35 °C (see
Fig. S6 in the ESIt). Focusing on the peak positions, we have
found a slight shift of the positions with the increase/decrease
of the temperature. For example, the (211) peak gradually shifts
to the wide-angle region upon heating from 26 = 2.31° at 30 °C
to 26 = 2.36° at 180 °C. From these values, the cubic lattice
parameter “a” in Film-Cuby,; was calculated to be 93.5 Aat30°C
and 91.7 A at 180 °C (Fig. 3a), indicating a shrinkage of the
lattice upon heating. This behavior is opposite to what would be
expected due to thermal expansion. We assume that the

This journal is © The Royal Society of Chemistry 2019

shrinkage of the gyroid structure in Film-Cuby; results from
water drying out of the sample.

To confirm this assumption, gravimetric analysis was per-
formed on Film-Cuby; before and after the heating process. A
weight decrease in Film-Cuby,; was clearly observed as a func-
tion of the increasing temperature. Assuming that the weight
decrease results from water drying out of the sample, we
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Fig. 3 Stability of the gyroid-nanostructure of Film-Cuby,; at various
temperatures. (@) XRD patterns of Film-Cuby,; at various temperatures.
(b) The cubic lattice lengths and water contents at each temperature
are plotted.
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calculated the change of water content in Film-Cuby,;, and these
values are plotted in Fig. 3b. It can be seen that the water
content decreases from 9.9 wt% in the initial state to 1.2 wt% at
180 °C. We conclude that water evaporates from Film-Cuby,; on
heating, which leads to weight loss accompanied by the slight
shrinkage of the gyroid-nanostructure. On cooling, further
shrinkage of the lattice from 91.7 to 89.6 A was found when the
sample was cooled from 180 to 30 °C, due to thermal contrac-
tion. The most notable point is that the gyroid-nanostructure in
Film-Cuby,; is maintained in the water-drying process, suggest-
ing that the mean positions of the zwitterionic amphiphiles are
strongly fixed by cross-linking polymerization while they still
have molecular fluctuations. We assume that the creation of the
well-stabilized gyroid-nanostructure is attributed to the prog-
ress of many more cross-linking reactions that are attainable for
gemini-type molecular structures but unattainable for single-
head + single-tail ones.*®

The next question we addressed is whether it is possible to
incorporate a sufficient amount of water molecules into Film-
Cuby,; to form a 3D continuous hydrogen-bonding network of
water molecules along a gyroid minimal surface. To help answer
this question, we have prepared Film-Cuby,; and placed it under
RH controlled conditions (RH = 50 to 90%) for 12 h in order to
reach an equilibrium state where water absorption and evapo-
ration proceed at the same speed. The water contents (X wt%) in
the treated films were evaluated from the weight change and
henceforth they are denoted as Film-Cuby,;(X). It was found that
the water content X increases from 6.7 wt% at RH = 50% to 15.6
wt% at RH = 90% (Fig. 4b). To confirm whether Film-Cuby;
maintains the gyroid structure or not during the water absorp-
tion and evaporation processes, XRD measurements have been
performed for Film-Cuby;(X). Little difference in the shape of
the XRD patterns was found for Film-Cuby;(X) while a slight
shift of the peak positions was observed (Fig. 4a). These results
indicate that it is possible to introduce/remove water molecules
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Fig. 4 Stability of the gyroid-nanostructure of Film-Cuby,; at various
relative humidity (RH) values. (a) XRD patterns of Film-Cuby,; at various
RH values. (b) The cubic lattice lengths and water contents at each RH
are plotted.
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into/from Film-Cuby,(X) by controlling the RH without distort-
ing the gyroid-nanostructure. In addition, there was no splitting
of the (211) reflection peak upon water absorption, suggesting
that the incorporated water molecules are homogeneously
dispersed around the hydrophilic gyroid minimal surface in
Film—Cubbi.

To obtain further insight into the position and state of the
incorporated water molecules in the gyroid-nanostructures of
Film-Cuby;(X), DSC measurement was performed for Film-
Cuby,;(15.6). No exothermic and endothermic peak is observed
for Film-Cuby,;(15.6) at around 0 °C on cooling, indicating that
almost all the water molecules in the film exist not as free water
but as bound water (Fig. 5). The number of water molecules per
sulfonate group in Film-Cuby;(15.6) is calculated to be about
5.6. Taking into account the general knowledge that one
sulfonic acid group has the ability to strongly interact with up to
8-14 water molecules,**** it is plausible that the absorbed water
molecules are placed exclusively on the gyroid minimal surface
where the sulfonate/sulfonic-acid groups of Diene-GZI are
aligned densely.

In order to obtain critical information on the positions of the
incorporated water molecules, we performed synchrotron XRD
measurements on samples of Film-Cuby,; containing various
amounts of water. The driest sample was obtained by drying at
110 °C and the wettest sample was prepared by immersing into
water. Samples with a whole range of water contents were
prepared by tuning these processes. The XRD patterns obtained
for these samples clearly show that Film-Cuby;(X) can maintain
the Cuby,; periodic structure with the same Ia3d space group
while increasing the water amount leads to expansion of the
lattice (Fig. 6). In particular, the lattice parameter increases by
18% from the driest to the wettest conditions, which corre-
sponds to an increase in the unit cell volume of 63%. Such an
increase in the unit cell volume is attributed to the increase in
the water content in Film-Cuby;(X). The density of the driest
sample is measured to be 1.27 g cm ® by means of flotation
analysis (Fig. S12 in the ESI{). Using the measured lattice
parameters and water content of the as-prepared, dried Film-
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Fig. 5 DSC thermograms of Film-Cuby,;(15.6) on cooling and heating.
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Fig. 6 X-ray diffraction patterns of Film-Cuby;(X) with various water
contents at 25 °C.

Cuby,;(X) samples, and assuming that the water density in the
film is 1.00 g cm 3, we have derived a relationship between the
lattice parameter and the amount of absorbed water by weight
(Table S9 in the ESIf). It was thus estimated that the water
content X in the prepared samples ranged from 1.2 to 34.5 wt%.
The derived relationship suggests that the wettest sample has
a density of 1.16 g cm™>, which is consistent with the experi-
mentally obtained value (1.17 g cm ™).

Another noteworthy feature in the XRD patterns is that the
relative intensities of the first two diffraction peaks, (211) and
(220), decrease dramatically with increasing water content in
the Film-Cuby;(X) samples. It is expected that the increase in
water content would expand the volume of high electron density
regions (ionic + water) and reduce the relative volume of the
lower electron density regions (alkyl chain); therefore the overall
contrast in the structure is reduced leading to weaker diffrac-
tion peaks. This assumption is clearly confirmed from recon-
structed electron density maps (Fig. 7 and S13 in the ESIt). The
changes of the electron density are visualized with colour
changes from red, yellow, green, aqua, and blue to purple as the
electron density increases. Focusing on the gyroid minimal
surface, it can be seen that, while it is coloured only purple
when the water content is low (X = 1.2, 5.4, and 9.3), scattered
blue domains appear when the water content is 17.0 wt%, and
the blue domains gain 3D continuity when the water contents
are 24.3 and 34.5 wt%. In other words, a blue coloured gyroid
minimal surface appears upon water absorption between the
purple domains with the highest electron density. This can be
explained by assuming that the blue gyroid surface between the
purple regions is formed by localization of some water mole-
cules, and the purple domains are composed mostly of the ionic
segments with high electron density. We attribute this local
segregation between water and the ionic domains to two effects.
One is the strong hydrophobicity of the Tf,N anion. The other is

This journal is © The Royal Society of Chemistry 2019
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the strong hydrophilicity of the sulfonate anion of the zwitter-
ionic parts. The number of water molecules per zwitterionic
headgroup on the monomer in the films with 17.0, 24.3, and
34.5 wt% water can be calculated to be 6.2, 9.8, and 16.0.
Recently, there have been several studies on the relationship
between the ion structure of various ionic liquids and their
water sorption ability.*® Considering this general insight, the
maximum number of water molecules that form strong inter-
actions with a pyridinium-cation is expected to be lower than 5.
This led us to assume that there is an excess number of water
molecules beyond the hydration limitation of the pyridinium
cation when the water content X is =21 wt%. Consequently, the
excess water molecules, being bound to the sulfonate groups
and/or being shed by the Tf,N anions, form an extremely thin
water sheet domain along the gyroid minimal surface. It is
worth noting that the blue domain along the gyroid minimal
surface can be named a “3D continuous aqua sub-nanosheet”.

It is well-known that proton conduction is induced by the
combination of two mechanisms, the vehicle and the Grotthuss
mechanisms.*** The former mechanism is proton migration
based on the molecular diffusion of protonated water clusters.
The latter mechanism is instantaneous transmittance of
protons through water molecule networks as a result of
breaking/forming of hydrogen-bonding, which provides excep-
tionally high-speed ion conduction. This mechanism can be
recognized as a kind of Newton's cradle (NC) phenomenon
where water molecules act as “balls”. Taking into account the
geometrical character of a gyroid structure which is composed
of patching of saddle-shaped plates, we expect that the present
polymer film should act as a novel platform for water molecules
to exhibit a 3D NC phenomenon and then show high proton
conductivity in the order of 10* S em ™", which is comparable to
the limit value of the Grotthuss mechanism. Generally, it is
essential for inducing effective NC phenomena to align “balls”
one- or two-dimensionally without any space between them.
With this in mind, it is considered that successive proton
conduction via the Grotthuss mechanism along the gyroid
minimal surface can be induced when water molecules are
installed all over the surface (Fig. S14 in the ESIt). Roughly
estimating the number of water molecules that is required to
fulfill a gyroid minimal surface in a cubic lattice with a lattice
length of 95 A (see the ESIYt), it is calculated to be about 4000. By
converting the number of water molecules per unit cell into the
weight ratio, it is expected that over 12 wt% of the water content
is needed at least in the case of Film-Cuby;(X) to cover the gyroid
minimal surface.

In order to examine the relationship between the ball filling
rate (namely water content) and proton conductivity, imped-
ance measurements were performed for Film-Cubyi(X) with
various water contents. The ionic conductivity (o) values are
plotted against the water content X in Fig. 8a. It can be seen that
the ¢ values depend largely on the water content. For example,
the ¢ of Film-Cuby;(X) is 3.3 x 10> S cm™ " when X = 6.7 wt%,
which is far lower than 10" S em™". The conduction mecha-
nism in Film-Cuby;(6.7) is thus probably dominated by the
vehicle mechanism because the gyroid minimal surface is not
fully covered by water molecules enough to induce the

Chem. Sci,, 2019, 10, 6245-6253 | 6249
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Grotthuss mechanism. On the other hand, the ¢ of Film-
Cuby,;(13.1) is 1.5 x 107> S cm ™' and that of Film-Cuby;(15.6) is
close to 10™' S cm™ ", which is an achievable value only when
protons can be transported based on the Grotthuss mechanism
over a long distance. These results led us to conclude that it is
possible to induce a NC phenomenon along a gyroid minimal
surface by adding an adequate amount of balls to fully cover the
surface. We assume that, owing to the 2D nature of the gyroid
structure, protons can show 2D NC-type fast transport in local
ranges, which develops into 3D transport in larger ranges as
a result of the 3D patching manner of the 2D plates.

To date, a variety of materials design methods have been
employed for improving proton-conductive polymer electrolytes
for fuel cell applications.®®*® The present materials design
should be a new advantageous method for providing a new
electrolyte design. Below, we compare the present materials and
conventional polymer electrolytes, such as Nafion, from the
viewpoint of ion conductive materials. The temperature
dependence of ¢ of Film-Cuby;(15.6) was investigated under
measurement conditions of a heating rate of 2 °C min~' and RH
= 40%. The ¢ linearly increases as temperature increases from
ambient temperature to around 70 °C (Fig. 8b) and it reaches 9.9
x 107> S em ™" at 70 °C, which is comparable to that of highly
hydrated Nafion.®® The activation energy in this temperature
range is calculated to be 2.2 k] mol . This low activation energy
strongly supports our conclusion that the proton conduction in
Film-Cuby,;(15.6) mostly depends on the Grotthuss mechanism.

6250 | Chem. Sci., 2019, 10, 6245-6253

The activation energy of highly hydrated Nafion has been re-
ported to be 10-15 k] mol~".®® Recently, there have been some
reports that hydrogen-bonding networks of water molecules
confined under specific conditions, such as in carbon nano-
tubes and in between mineral layers, exhibit exceptionally high
ionic conductivity and low activation energy due to the forma-
tion of specifically coordinated structures of water mole-
cules.”®”* Considering these examples, there is a possibility that
a specific proton conduction mechanism is induced in the
present materials in which water molecules are confined
exclusively on a gyroid minimal surface.

In order to further discuss the effects of the polymerization
on the ion conduction behavior, the ¢ of Film-Cuby,;(15.6) was
compared with that of an analogous non-polymerizable LC
system. For such a non-polymerizable LC control sample,
a mixture of a mono-type amphiphilic zwitterion with a normal
alkyl chain (N-MZI)”> and HTf,N with a small amount of water
was selected. The o of the N-MZI/HT{,N mixture (1.0/1.0 by mol)
with 9.4 wt% water (reported in our previous paper'?) is also
plotted in Fig. 8b. Comparing the ¢ of Film-Cuby;(15.6) and that
of the N-MZI/HTf,N mixture, we found some significant differ-
ences. For example, Film-Cuby,;(15.6) shows a ¢ of 8.4 x 107> S
em ' at 35 °C, which is about 3 times higher than that of the N-
MZI/HTf,N mixture. The large difference in ¢ mostly results
from the difference in water content. The water content in Film-
Cuby,;(15.6) is about twice that in the N-MZI/HTf,N mixture.
Here it should be noted that, while the N-MZI/HTf,N mixture

This journal is © The Royal Society of Chemistry 2019
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Fig. 8 (a) lonic conductivity of Film-Cuby(X) against the water
content X. (b) Arrhenius plot of the ionic conductivity of Film-
Cuby,;(15.6) (@). As comparisons, that of N-MZI/HTf,N (1.0/1.0 by mol)
containing 9.4 wt% of water (), that of Film-Meso (#), and that of the
GZI/HTf,N mixture containing 15.6 wt% of water () are also plotted.

forms gyroid-nanostructures when the water content is <10
wt%, it is impossible to increase the water content above 10 wt%
for the N-MZI/HT{,N mixture while maintaining its molecular
assembled gyroid-nanostructures because the increase of the
water content results in phase changes and significant lowering
of the isotropization temperature. Another noteworthy point is
that the ¢ of the N-MZI/HTf,N mixture abruptly decreases at
around 60 °C, which can be explained in two ways. One is the
collapse of hydrogen-bonding networks of the water molecules,
followed by phase transition to the isotropic phase. The other is
decrease of the water content through evaporation. Compared
to the ion conduction behaviour of the N-MZI/HTf,N mixture,
Film-Cuby,;(15.6) shows a gradual decrease of ¢ at temperatures
higher than 70 °C. First, it is concluded that the polymerization
of the amphiphilic zwitterions results in overcoming the

This journal is © The Royal Society of Chemistry 2019
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disadvantage of the LC materials that they lose structural
benefits in the temperature region higher than their iso-
tropization temperature. Not only does it enhance the struc-
tural-benefits, it also contributes to the enhancement of the
water-binding ability as a result of the preservation of a unique
situation where the sulfonate/sulfonic-acid groups are densely
aligned on a continuous surface. As another control sample, we
prepared a polymeric sample by polymerizing the Diene-GZI/
HTf,N mixture in a molar ratio of 1 : 0.5 with 1 wt% of DMPA at
130 °C in a disordered state under UV irradiation for 1 h. The
obtained polymeric sample was mixed with water to obtain
a water content of 15.6 wt% (Film-Meso(15.6)). The absence of
a well-ordered nanostructure in Film-Meso(15.6) was confirmed
by XRD measurement (see Fig. S15 in the ESIt). Comparing the
o of Film-Cuby;(15.6) and Film-Meso(15.6), it is notable that
Film-Cubp;(15.6) shows higher ¢ than Film-Meso(15.6). For
example, the ¢ of Film-Cuby,;(15.6) is 9.7 x 10 > S cm™ ', which
is 240 times larger than that of Film-Meso(15.6). These results
suggest that the presence of the gyroid nanostructure is a crit-
ical factor that enhances the contribution of the Grotthuss
mechanism in the polymerized amphiphilic zwitterionic
systems.

To further confirm the importance of the polymerization for
high proton conduction, we prepared a gemini-type amphi-
philic zwitterion with normal alkyl chains (GZI, see the ESIt). By
mixing GZI and HTf,N in a 1 : 0.5 molar ratio and adding 15.6
wt% of water, a control sample forming a fluidic LC state was
prepared. The ¢ of the GZI/HTf,N mixture is also plotted in
Fig. 8b. It can be seen that the ¢ of Film-Cuby;(15.6) is about an
order of magnitude higher than that of the GZI/HTf,N mixture.
These results lead us to assume that the polymerization of the
gemini-amphiphilic zwitterion has an effect on limiting the
position of water molecules in the system at the hydrophilic
gyroid minimal surface. Consequently, it enhances the macro-
scopic continuity of hydrogen-bonding networks of water
molecules, which enables a more efficient Grotthuss proton
conduction mechanism over a long distance.

In addition to these physicochemical properties, the present
materials have great potential for exhibiting new advantageous
aspects as polymer electrolytes for fuel cells. For example, since
the proton conduction pathways in Film-Cuby(X) have 3D
continuity, this film is independent of the formation of “dead-
ends” in proton conduction pathways. Another aspect is that
the nanosegregated structure in Film-Cubyi(X) should
contribute to the formation of an effective interface between
catalysts and electrolytes. It is also expected that, by
substituting the Tf,N anion with non-fluoridated anions after
polymerization, Film-Cuby,;(X) can be converted to fluorine-free
polymer electrolytes, which may endow Film-Cuby;(X) with
more bio-compatibility.

Conclusions

We have succeeded in creating a self-standing polymer film
having a hydrophilic gyroid minimal surface by cross-linking
polymerization of an amphiphilic zwitterionic gemini mono-
mer in a bicontinuous cubic liquid-crystalline assembly. This
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polymer film has the ability to absorb water molecules while
maintaining the gyroid nanostructure until the gyroid minimal
surface is fully covered by water molecules. Under these water-
fulfilled conditions, the film shows high ionic conductivity in
the order of 10°' S cm ™' at room temperature, suggesting that
the Grotthuss mechanism, a type of Newton's cradle phenom-
enon, occurs successively along the 3D continuous gyroid
minimal surface over a long distance.

Experimental section
Materials

All the reagents were purchased from Sigma Aldrich and Tokyo
Kasei corporation. The synthetic scheme for Diene-GZI is shown
in the ESL} The obtained compounds are characterized by 'H
NMR, "*C NMR, and elemental analysis (see the ESIY).

Polymerization

1 wt% of DMPA is added as a photo-polymerization initiator.
MX was sandwiched by a Teflon sheet and a cover glass with 130
pum thickness spacers. UV irradiation was performed for DMPA-
added MX for 2 h at 30 °C using a xenon lamp as a light source.

Thermogravimetric analysis

The samples of Film-Cuby,; were heated at 30, 80, 130, and 180
°C for 15 minutes, respectively. After that, their weights were
measured immediately.

Impedance measurement

Alternating current impedance measurements were performed
using a Schlumberger Solartron 1260 impedance analyzer
(frequency range = 10 Hz to 10 MHz, applied voltage = 0.1 V).
Comb-shaped gold electrodes with a glass substrate were used
as a cell for the measurements of ionic conductivity. To deter-
mine the cell constant of the cell, a 0.01 mol L' KCI aqueous
solution was employed as a calibration standard.
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