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i0.15Fe0.05]O2 predicted via
machine learning for high energy Na-ion batteries†

Saaya Sekine,a Tomooki Hosaka, a Hayato Maejima,a Ryoichi Tatara, a

Masanobu Nakayama b and Shinichi Komaba*a
We optimize the composition of transition metal layered oxides for

high energy Na-ion batteries using machine learning (ML) trained by

our experimental data. The ML models predict their electrochemical

performance and suggest promising compositions of quaternary Na

[Ni,Mn,Fe,Ti]O2. Accordingly, we synthesized Na[Mn0.36Ni0.44Ti0.15-

Fe0.05]O2 which achieves a high energy density of 549 W h per kg of

active material, agreeing with the predicted value.

Introduction

As renewable energy adoption increases, there is a signicant
demand for storing energy by using large-format stationary
batteries. Although Li-ion batteries (LIBs) are favored for their
high energy density, lithium resources are limited to only
24 ppm in the earth's crust and are unevenly distributed in the
world,1 which poses challenges for resource pricing and supply
stability. Consequently, Na-ion batteries (SIBs) composed of
cost-effective and abundant metals are attracting attention as
next-generation batteries.2

Sodium-containing transition-metal layered oxides,
employed as positive electrode materials for SIBs, have been
studied since the 1970s and are recognized for forming a variety
of crystal structures depending on the synthesis conditions and
sodium content.1,3–5 The primary structures formed via high-
temperature crystallization are identied as O3- and P2-
types.6,7 Among these, the O3-type structure is notable for its
high sodium content, which is essential for high capacity in Na-
ion full cells.8

Beyond structural aspects, the composition also has
a signicant impact on electrochemical performance. Selection
and ratio of transition metals affect their morphology, capacity,
cycle performance, and rate capabilities.9 Therefore, extensive
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studies have focused on the compositional optimization of
sodium layered oxides.10–12 In our group, a hard-working
master-course student solely synthesized 27 samples of O3-
type Na[Ni,Mn,Fe,Ti]O2 and found that O3–Na5/6[Mn1/6Ni1/
3Ti1/3Fe1/6]O2 demonstrates a well-balanced combination of
energy density of positive electrode and capacity retention.13

Due to the extensive range of potential compositional combi-
nations for multi-element layered oxides, an efficient method
for composition optimization is crucial to identify a positive
electrode material that exhibits higher energy density and good
cycle performance. In this context, machine learning (ML)
methods based on experimental data accumulated over the
decade14 are expected to successfully predict battery perfor-
mance from the composition.15,16 While there have been studies
employing ML to predict the electrochemical performance of
various battery materials,17,18 efforts to predict the electro-
chemical properties of layered oxides for SIBs have been notably
limited. Furthermore, this method can signicantly reduce the
number of necessary experiments, optimize synthesis condi-
tions, and even extract new insights from failed experiments,
offering numerous advantages.19

In this study, we constructed a database of the O3-type
transition metal layered oxides synthesized and evaluated in
our group. Our dataset comprises the compositional informa-
tion alongside the electrochemical data. Subsequently, we
trained ML models using the database to predict discharge
capacity, average discharge voltage, and capacity retention. In
addition, an inverse analysis was performed to predict prom-
ising compositions. As a result, we have successfully developed
a new material, Na[Mn0.36Ni0.44Ti0.15Fe0.05]O2, which has the
highest predicted energy density among the predicted compo-
sitions. Thus, this material was synthesized and evaluated in Na
cells (Fig. 1).
Experimental

A database including 100 charge–discharge data of Na half cells
of 68 different O3-type NaMeO2 compositions evaluated in our
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Fig. 1 The process of exploring newNaMeO2 cathodematerials for sodium-ion batteries using ML. (a) Experimental dataset utilized in this study,
(b) construct machine learning model, (c) explore promising compositions, (d) experimentally verify the electrochemical properties of the
resulting compositions.
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group over the past 11 years was used (Fig. 1a, S1†). The larger
number of charge–discharge data is because somematerials are
tested in different voltage ranges. The database includes the
composition of NaMeO2 (Me = Mn, Ni, Ti, Zn, Fe, Sn, Co, Mg,
Cu, Al, W), upper and lower voltage limits of charge–discharge
tests, initial discharge capacity, average discharge voltage, and
capacity retention aer 20 cycles. For capacity retention, the
available data were of 68 Na half cells with different 47
compositions because we excluded some data with less than 20
cycles.

The compositions and upper and lower voltage limits were
utilized as explanatory variables to predict the initial discharge
capacity, the average initial discharge voltage, and the capacity
retention aer 20 cycles (Fig. 1b). The regression was performed
with a series of ML algorithms, including Lasso (least absolute
shrinkage and selection operator) regression, ridge regression,
SVR (support vector machine regression), Kernel SVR, elastic
net, partial least squares (PLS) regression, random forest, and
LightGBM (Table S1†). The training data was 80% of the total
data, and the rest 20% of the data was used as test data to verify
the generalization ability using root mean squared error
(RMSE).

The constructed model was used to search for promising
compositions. To conduct an efficient search, multi-objective
Bayesian optimization for energy density of positive electrode
and capacity retention was employed. The method to calculate
the energy density of positive electrode is initial discharge
capacity (mA h g−1) × average initial discharge voltage (V). In
the search for promising compositions, the upper and lower
voltage limits were xed to 2.0 and 4.2 V, respectively. The
Fig. 2 Test data results of (a) initial discharge capacity, (b) average dis
employed for the discharge capacity and random forest was employed

31104 | J. Mater. Chem. A, 2024, 12, 31103–31107
compositional range for optimization was limited in a quater-
nary phase diagram with endmembers of NaMnO2, NaMnNiO2,
NaFeO2, and NaNiTiO2 (Fig. 1c).

The predicted promising sample of Na[Mn0.36Ni0.44Ti0.15-
Fe0.05]O2 was prepared via a conventional solid-state method at
800 °C. For the electrochemical tests, R2032-type coin cells were
assembled in an Ar-lled glove box. Constant-current charge/
discharge tests were conducted at 25 °C at a current rate of
12.7 mA g−1 (Fig. 1d). The details are shown in the ESI.†
Results and discussion

A series of ML models were trained to predict discharge
capacity, discharge voltage, and capacity retention from the
compositional descriptors (molar fraction of metal ions) in
NaMeO2 with different ML algorithms (Table S1†). For all three
target variables, the linear regression (Lasso, linear SVR, PLS,
Ridge) model exhibited an undertting, indicating the
nonlinear relationship between the target variables (transition
metal ratio and operating voltage) and the descriptors (elec-
trochemical performance).20 In contrast, random forest and
LightGBM, which are decision tree based models, achieved
good prediction abilities with low RMSE. LightGBM achieved
the lowest RMSE of test data for initial discharge capacity, and
random forest did it for discharge voltage and capacity reten-
tion (Table S1†). The best prediction models for discharge
capacity and voltage showed RMSEs of 16 mA h g−1 and 0.058 V,
corresponding to 11.1%, 1.2% of average relative error,
respectively (Fig. S2,† 2a and b). In contrast, the capacity
retention (random forest) exhibited an RMSE of 6.5%,
charge voltage, and (c) capacity retention at 20th cycle. LightGBM is
for discharge voltage and capacity retention.

This journal is © The Royal Society of Chemistry 2024
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corresponding to an average relative error of 4.0%. Since our
dataset contains several charge–discharge data with different
voltage ranges for the same composition sample, we also eval-
uate the prediction capability only for the compositions not
contained in training data (Table S2 and Fig. S3†). All models
showed similar RMSE even for the new compositions, indi-
cating these models can predict electrochemical performance
from the compositions of O3–NaMeO2.

The impact of explanatory variables on objective variables
was visualized through shapley additive explanation (SHAP)
(Fig. S4†). The potential range have a reasonable impact on all
properties. Shortly, a wider voltage range results in higher
capacity but lower capacity retention. In predicting initial
discharge capacity, excess amounts of Fe, Sn, and Al result in
lower capacity, whereas a relatively high Mn or Ni amount tends
to lead to high capacity. These results are consistent with the
redox inactivity of Sn4+ and Al3+,21 and the multi-electron reac-
tions of Mn and Ni.22,23 In terms of Fe content, a small amount
of substitution tended to increase the capacity. However, the
excess amount of Fe results in decreased capacity, likely
because the migration of Fe in NaFeO2 results in low revers-
ibility and reduced capacity. For the average discharge voltage,
Mn and Fe content played a signicant role, showing excess Mn
and Fe contents lead to lower discharge voltage. In contrast, Sn
works to improve the predicted voltage, which is attributed to
the addition of Sn enhancing the ionic bonding between oxygen
and other transition metals near Sn.24,25 In the capacity reten-
tion model, the Mn and Ni contents are of signicant impor-
tance, with Mn and Ni demonstrating positive and negative
impacts on the prediction values, respectively. This is consistent
with a previous report.5

The multi-objective optimization search proposed 205
compositions (Fig. 3a). These compositions were distributed
between the energy density of positive electrode of 535–
563 W h kg−1 and capacity retention of 92.3–93.7%. The
compositions with high energy density of positive electrode are
mainly Ni-rich (∼40%), while the compositions with high
capacity retention are Mn-rich (∼60%) (Fig. 3b and c). Then, the
composition with the highest predicted active material energy
density, NaMn0.3413Ni0.4488Ti0.1648Fe0.04512O2 (MNTF), was
Fig. 3 (a) Comparison of the electrochemical properties of the database
proposed MNTF. Red stars indicate the predicted values at of MNTF at 2.0
discharging MNTF at 2.0–4.2 V, and the results of charging and dischargi
chart depicting the distribution of the proposed 205 promising compo
properties, each group represented by a representative composition.

This journal is © The Royal Society of Chemistry 2024
targeted for experimental validation. It should be noted that
this level of precise compositional optimization is not necessary
because of the purity of chemical reagents and experimental
errors. Furthermore, the MNTF synthesized in this study
contains only a trace amount of Fe. Because it has been reported
that even slight variations in Fe amount can affect the initial
discharge capacity, operating voltage, and capacity retention
rate,13 we synthesized the material by adding a trace amount of
Fe as per the proposed composition and investigated its elec-
trochemical properties.

The synthesized sample was evaluated through synchrotron
XRD (SXRD), ICP, and SEM. The SXRD pattern can be tted well
with reasonable R values using the O3-type structure model with
R�3m space group by Rietveld methods (Fig. 4a, Table S3†),
indicating that the pure O3 phase was successfully synthesized.
The lattice constants were also 0.007 Å longer for the a-axis and
0.076 Å longer for the c-axis compared to those of NaNi0.5-
Mn0.5O2.26 This increase is considered to be due to the substi-
tution of Ti and Fe in NaNi0.5Mn0.5O2. The ICP measurement
showed Na[Mn0.355Ni0.442Ti0.148Fe0.046]O2 as the actual compo-
sition (Table S4†), closely matching the intended composition.
Additionally, SEM images displayed that the MNTF particle size
ranged from 0.3–1 mm in diameter (Fig. S5†).

Galvanostatic charge–discharge tests were conducted for the
synthesized MNTF electrode in the voltage range of 2.0–4.2 V.
The initial discharge capacity of MNTF was 169 mA h g−1, and
the average discharge voltage was 3.22 V (Fig. 4b), which agreed
with the predicted values of 172 mA h g−1 and 3.28 V. However,
the experimentally obtained capacity retention at the 20th cycle
was 83.0%, which was notably lower than the predicted value of
92.3%. This capacity decay would be attributed to a phase
evolution and/or particle cracking of MNTF during charge–
discharge reaction, indicated by the voltage plateau at 4.17 V. In
our previous reports, NaNi0.5Mn0.5O2 undergoes a structural
change from the P3 structure to the O3 structure with a 22%
volume shrinkage during charging at 4.0 V or higher,26 and the
particle size and shape of P2/P3-type Na0.76Ni0.38Mn0.62O2 are
important factors determining capacity retention.27 Thus, it is
anticipated that the phase change observed in this study is
accompanied by a similar volume change to that of
used for training and the measured electrochemical properties of the
–4.2 V and 2.0–4.1 V, orange stars indicate the results of charging and
ng MNTF at 2.0–4.1 V. (b) An expanded display of the search results, (c)
sitions, categorized into four groups based on their electrochemical

J. Mater. Chem. A, 2024, 12, 31103–31107 | 31105
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Fig. 4 (a) Rietveld analysis of SXRD data of MNTF and (b) galvanostatic charge and discharge curves for MNTF//Na cells.
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NaNi0.5Mn0.5O2.26 Therefore, charge–discharge tests were
further performed within the voltage range of 2.0–4.1 V. The
initial discharge capacity was 146 mA h g−1, with an energy
density of positive electrode of 449 W h kg−1 and a capacity
retention of 89.1% aer the 20th cycle (Fig. S6†). Capacity
retention improved by more than 6 percent point compared to
83% obtained in the range of 2.0–4.2 V. This improvement is
believed to be linked to the absence of the phase evolution at
4.17 V. The details of phase evolution are currently under
investigation and will be reported elsewhere.

As shown in the above result, charge–discharge voltage ranges
signicantly affect both the reversible capacity and capacity
retention. Thus, the prediction ability of our models in the
different voltage ranges is further evaluated for the case ofMNTF.
The predicted and experimental discharge capacity and energy
density of positive electrode obtained from the voltage range of
2.0–4.1 V and 2.0–4.2 V matched closely with the experimental
values (Fig. 3, Table S5†). However, the prediction of capacity
retention signicantly deviated from the experimental value
when cycling at 2.0–4.2 V, whereas the prediction for 2.0–4.1 V
remained relatively close to the experimental value (Table S5,
Fig. S7†). This prediction error indicates that the model does not
adequately predict the effects of structural changes on capacity
retention. Therefore, incorporating the effects of structural
change and particle morphology within the model should be
necessary to accurately predict capacity retention.

Finally, the electrochemical performance of MNTF was
compared with the data in our dataset. Notably, the MNTF
exhibits the highest energy density of positive electrode in the
2.0–4.2 V range among the quaternary (or less) Mn–Ni–Ti–Fe
system (Fig. 3a, blue plots). In addition, comparing the energy
density achieved by the current material with that reported in
the past for O3 NaMeO2 (Fig. S8†). In previous reports, there has
been only one instance where energy density exceeded
500 W h per kg of active material. Therefore, the composition
synthesized in this study can be considered to have a sufficiently
high energy density.28 Moreover, the methodology and
approach utilized in this study can be extendable to more
complex systems such as quinary transition metal oxides.
31106 | J. Mater. Chem. A, 2024, 12, 31103–31107
Conclusions

In this study, we predicted the electrochemical properties of O3-
type layered oxides from the chemical composition using ML,
utilizing experimental data obtained in our group. The predic-
tive model was used to search for potential promising compo-
sitions of Ni–Mn–Fe–Ti layered oxides, and we successfully
synthesized the suggested O3-type layered oxide of Na[Mn0.36-
Ni0.44Ti0.15Fe0.05]O2. The material showed an initial discharge
capacity of 169 mA h g−1 and an initial discharge voltage of
3.22 V, in good agreement with the predicted values of
172 mA h g−1 and 3.27 V, respectively. The resulting initial
energy density of 549 W h per kg of active material was the
highest among Na[Ni,Mn,Fe,Ti]O2 samples tested in a voltage
range of 2.0–4.2 V in our dataset. On the other hand, lower
capacity retention was observed than the predicted values,
which can be attributed to the phase evolution around 4.2 V.
Thus, improving the prediction ability for capacity retention is
essential, and it will be achieved by considering phase evolution
during charge–discharge reactions. The approach established
in this study offers an efficient method to identify promising
compositions from a wide range of potential candidates.
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