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1 Introduction

Point-defect chemistry for ionic conduction in solid
electrolytes with isovalent cation mixingf

Takafumi Ogawa, & *2 Kazuyuki Sato,® Kazuhiro Mori,® Shunsuke Kobayashi,?
Hiroki Moriwake, ©2 Yuichi Ikuhara®® and Akihide Kuwabara @2

Recent studies on solid electrolytes for electrochemical devices such as batteries and fuel cells have
focused on investigating migration of mobile ions in ion-conducting crystalline solids, whereas the
temperature dependence of the concentrations of charge carriers has received little attention. In this
study, the role of point-defect concentrations on the conductivity of fluoride ions in BaF,—CaF, solid
solution was investigated using first-principles calculations. The BaF,—CaF, solid solution exhibits ionic
conductivity that is several orders of magnitude higher than that of the unmixed compounds, BaF, and
CaF,. The calculated equilibrium point-defect concentration of a mixed structure with a composition of
BapsCapsF, and unmixed structures shows that the cation mixing enhances anion Frenkel-pair
concentrations by several orders of magnitudes. Although doped ions have the same valence state as
that of an ion of a host material, a size mismatch between the doped and host ions could increase
mobile defects. Activation, migration, and formation energies of mobile fluorine defects are compared
among the examined structures by employing molecular dynamics simulations combined with machine-
learning potentials and nudged elastic band calculations. The defect formation energy in the mixed
phase is at least 0.75 eV lower than that in the unmixed cases, whereas the difference in migration
energy is less than 0.15 eV. These results indicate that the increase in defect concentrations caused by
cation mixing contributes to the enhancement of ionic conductivity. The formation energies of fluoride-
ion vacancies and interstitial fluoride ions were also compared among fluorite-structured AF, (A = Ca, Sr,
Ba, Cd and Pb), which exhibits opposite trends between the two defects except for PbF, when plotting
as a function of ionic radius. The observed trends of the vacancy and interstitial defects correlate with
the bonding strength parameter between neighboring F and A atoms and the space size of the interstitial
site, respectively. The exceptional behavior of PbF, is attributed to 652 lone-pair electrons of Pb%*. In
BapsCagsFa, the formation energy of each defect is close to the lower energy between BaF, and CaF,,
resulting in enhanced defect concentrations. The results indicate that the complementary exploitation of
point-defect chemistry can provide a comprehensive understanding of the ionic conduction mechanism,
leading to the rational design of materials with higher ionic conductivity.

proton and oxide-ion conducting solid oxide fuel cells** and
fluoride-ion batteries.>® Understanding the atomistic mecha-

Solid-state ionic conductors for energy conversion, energy
storage and sensing have continuously attracted attention
because of increasing demands for more efficient and safe
power utilization with lower environmental loads, whose
applications include lithium-ion and other cation batteries,"
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nism governing electrical conductivity in such solid electrolytes
and achieving higher conductivity have been the focus of
previous studies. Thus, considerable effort has been dedicated
to elucidating the migration mechanism of mobile ions trans-
ferring charges,”® which includes exploring collective (or
correlated) dynamics between ions and vicinal ions or poly-
hedra, as well as rotational dynamics or effects of the connec-
tivity of constituent polyhedra.®?"” Theoretical studies of ionic
conduction mechanisms assume that the concentration of
mobile species is independent of temperature. Thus, in this
study, the validity of this assumption was clarified.

The well-established model for the electrical conductivity of
charge carriers in ion-conducting crystalline solids is based on
the random walk theory for diffusivity and the Nernst-Einstein
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relation connecting mobility and diffusivity.’®* The total
conductivity (¢) caused by contributions from charge carrier
species (i) is expressed by ¢ = ) ,q:N;ii;, where g;, N; and i,
denote the charge, concentration and mobility of species i,
respectively. Charge carriers are predominant charged point
defects that are thermodynamically created in an ionic
conductor, for example, oxide-ion vacancies (V) or interstitial
oxide ions (Oy,) in oxide-ion conductors. These point defects
diffuse through the hopping of ions from one site to the next
sites; therefore, to identify defects that contribute to the ionic
diffusivity is necessary. The mobility of defects is related to their
diffusivity (D;), which is calculated as fi; = ¢;D;/ksT, leading to
o =Y ,4*N;D;/kgT. When the diffusivity and concentration of
defects are simply replaced by Arrhenius-type expressions, D; =
Dy ; eXp(—Emig,/ksT) and N; = Ny ; exp(—Eqger,/ksT), conductivity
is rewritten as follows:

2
qi"No Dy, Eyeri + Enig,i

— , _ . 1

g Z ks T eXp( ks T (1)

i

Eqn (1) can also be expressed in the form of ¢ = ooT™ 'exp(—Ea/
kgT). The activation energy of the conductivity (E,) is equal to
the sum of formation and migration barrier energies of the
mobile defect 7, that is, E, = Eqef,; + Emig,- Between these two
terms, the formation energy is frequently ignored in studies of
ionic conductors because “the number of mobile charge
carriers is extremely large”.'® Based on the assertion, identifying
migration paths and estimating barrier energies have been
a central topic in investigations on ion conduction. By contrast,
relatively few studies have reported the behaviours of defect
concentrations, for example, by performing classical molecular
dynamics (MD) simulations.>®

First-principles calculations based on the density functional
theory (DFT) have become the major theoretical tool to inves-
tigate ionic conduction. In particular, first-principles MD
(FPMD) simulations and nudged elastic band (NEB) methods
are frequently employed. Although NEB calculations are used to
determine the migration energy (Emig,), FPMD simulations
cause the diffusivity of atoms from the trajectories in associa-
tion with the activation energy (E,) without any apparent
assumption on defect structures except for composition and
initial atomic configuration. Despite short sampling times and
limited cell size of typical FPMD simulations, these limitations
have been recently addressed by exploiting machine-learning
force fields (MLFFs).*! In contrast, point-defect concentrations
under thermal equilibrium can be calculated,®** on a solid
foundation of the methodology for calculating defect formation
energy.>*** Although the use of point-defect calculations for ion-
conducting materials has been reported in the literature,”*° it
remains unclear how these calculations aid in elucidating the
role of point-defect formation within the ionic conduction
mechanism.

In this work, the largely enhanced F-ion conductivity in
BaF,-CaF, solid-solution systems with a fluorite crystal struc-
ture (Fm3m),**** was readdressed using DFT calculations.
Although the BaF, and CaF, phase diagram indicates a phase-
separation behavior below 1150 K,** metastable nanoparticles

3N74 | J Mater. Chem. A, 2024, 12, 31173-31184

View Article Online

Paper

with atomic-scale cation mixing have been prepared by high-
energy ball milling**** and thermal plasma.*® The Ba,; ,Ca,F,
samples have exhibited a convex shape with the composition
dependence of electrical conductivity (convex upward) and
activation energies (convex downward) with extrema at x =
0'5.32,33

The reported conductivity of Ba, 5Ca, sF, is higher by about
five and two orders of magnitude than the values for the CaF,
and BaF, nanoparticles, respectively.*® There are various known
F-ion solid electrolytes with higher conductivity than
BaysCagsF,, with B-PbSnF, exhibiting the highest
conductivity.*”** Most of those contain elements with relatively
high reduction potentials of the metal fluorides, such as Pb, Sn
and Bi, compromising the electrochemical stability required for
high-performance F-ion batteries.>® From the viewpoint of high
electrochemical stability, fluorides with tysonite and fluorite
structures, composed of elements with low reduction potential,
such as rare-earth and alkaline-earth metals,* have attracted
attention as potential candidates for F-ion electrolytes. Among
tysonite-type fluorides, Ba-doped LaF; is known to exhibit the
highest conductivity, exceeding 107" S em ™" at around 300 K for
single-crystalline samples,***** and disperse into a lower
conductivity range compared to the single-crystalline values for
polycrystalline samples.*”*** In this case, aliovalent cation
doping effectively generates mobile F-ion vacancies (V}) due to
the charge balance,* and the material is often employed as the
solid electrolyte in electrochemical cells.>*** Among the
fluorite-type fluorides composed of relatively base metals, both
Ba, 5CaysF, and La-doped BaF, (BaggLag4F,.4) exhibit a rela-
tively high ionic conductivity in the order of 107> S cm ™" at 400
K.?** Although these values are lower than those of tysonite-
type Ba-doped LaF;, a recent study has shown that
Bay sCay sF, can be used as an ion-conducting additive in the
CuF, composite electrode.** While the concentration of inter-
stitial F atoms (F;,,) increases due to the aliovalent doping in
La-doped BaF,, no additional charged defects are formed in
Bay 5Cay sF, with respect to the charge balance. The latter iso-
valent cation mixing on the atomic scale has been harnessed
not only in AF, systems (A = Ca, Sr, Ba, Cd, Pb)3>'*3%4548 [t
also in other various crystalline systems such as (La,Sc)F3,*
LizIn(Br,Cl)s,” Naz(P,As)S,** and Gd,(Ti,Zr),0.° Therefore, the
interpretation of the conductivity enhancement in BaF,-CaF,
solid solutions would facilitate the rationalized design of ionic
conductors following a similar strategy.

The impact of nanocrystallization on the ionic conductivity
of CaF, and BaF, has been clearly demonstrated through
comparison with  single-crystal® and microcrystalline
samples,*** where introduction of grain boundaries is attrib-
uted to the enhancement of F-ion diffusivity in the nano-
crystalline samples. As for (Ba,Ca)F, mixed phases, although
single-crystal or microcrystalline forms have not been synthe-
sized, the enhanced conductivity is attributed to the diffusion of
F ions in the bulk regions, involving atomic-scale mixing, as
evidenced by X-ray diffraction (XRD), nuclear magnetic reso-
nance (NMR)*3*% and neutron diffraction.*® This is further
supported by the enhanced conductivity observed in single-
crystal Ca;_,SryF, with the fluorite structure.*** The

This journal is © The Royal Society of Chemistry 2024
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enhancement of the conductivity in (Ba,Ca)F, mixed phases was
attributed to the changes in migration energies,** which was
theoretically investigated by classical MD simulations of nano-
particle models containing grain boundaries.®® In contrast,
NMR spin-lattice relaxation study has suggested that the pre-
factor part in the Arrhenius relation, which is determined by the
number of mobile spins, the attempt frequency and entropy
effects, contributes to the enhancement of conductivity.** To the
best of our knowledge, no studies have elucidated the conduc-
tion mechanism of the (Ba,Ca)F, mixed phases based on DFT.

First, we examine the energetic stability and volumes of
Ba, ,Ca,F, by performing exhaustive configuration search, and
then point-defect concentrations for the mixed structure with
a composition of x = 0.5 were investigated and compared with
those of the unmixed phases, BaF, and CaF,. MD simulations
combined with MLFFs were used to obtain the activation energy
of the mixed phase, and the migration energies of the defects in
BaF, and CaF, were calculated by using the NEB method. The
obtained activation and associated energies were analyzed and
discussed. Then, the stability of F-related defects between AF,
crystals was compared to investigate the effect of cation mixing
on the fluorite-structured system and examine the stability in
Bay.5Cag 5F,.

2 Calculation methods

All electronic structure calculations were performed using the
projector augmented wave (PAW) method within the DFT
framework, as implemented in the VASP code.>®*® For the
exchange-correlation functional, PBEsol was used.*” The cutoff
energy was set to 550 eV when the lattice parameters and atomic
coordinates were relaxed simultaneously and to 410 eV when
only atomic coordinates were relaxed. The convergence crite-
rion for the forces on atoms during a structural relaxation was
set to less than 0.02 eV A™".

In the exhaustive configuration search of Ba; ,Ca,F,, all
symmetrically inequivalent configurations for cells with up to
10 cations were produced using the CLUPAN tool,*® yielding
1622 configurations in total. In this case, a I'-centered k-point
grid with spacing smaller than 0.3 A~' was adopted for the
Brillouin zone (BZ) integration. The formation energy and
excess volume of the relaxed structures were analyzed.

Concentrations of isolated point defects were computed on
the basis of the defect formation energies via point-defect
equilibrium calculations, as described elsewhere in detail.*® A
defect species with charge ¢(D?) could correspond to a mobile
species represented by i above when the migration energy is low
enough to move. The defect formation energy (Egqef(D?)) is
defined as follows:**

Egi(D') = E(D') — E" + AE. — Y _Any(D")u, + que,  (2)

where E(D?) and E° are the DFT energies of supercells including
D? defects and without any defects, respectively. AE. is
a correction term required for charged point defects, where the
extended FNV-scheme was applied.”* An,(D?) is the change in
the number of o atoms when creating the defect. u,, and . are
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the chemical potentials of o atoms and electrons, respectively.
As already shown, the point-defect concentration (Ngcf(D)) is
approximately expressed by NgefDY) = Ngite €Xp(—Eqef(DY)/ksT),
where Ny is the concentration of the lattice site occupied by
D?. The crystal containing charged point defects should main-
tain macroscopic electrical balance and satisfy the charge
neutrality conditions as follows:

> qNaet(D?) + Ny = N = 0. (3)
D1
Here, Ny, and N, are the concentrations of holes and free elec-
trons, respectively, which are calculated from the density of
states of the pristine cell. The charge neutrality condition
enables the determination of the u. value for given wu,,.

In this work, the chemical potential of the F atom, ug, is set
to be the energy of an equilibrium reaction (activity) between
metal (M) and metal fluorides (MF,), corresponding to the
theoretical electrode potential of fluoride-ion batteries.*” The
chemical potential for the Pb/PbF, reaction was taken as the
reference line.** 2 x 2 x 2 supercell structures of the fluorite
cubic unit cell including a point defect were relaxed under fixed
lattice parameters of the pristine cell without defects. In the
case of Ba, 5sCag sF,, Ba and Ca atoms were arranged within the
cell by using the special quasi-random structure (SQS) proce-
dure,” as implemented in the ATAT tool.” The BZ integration
for the supercells was performed using the 3 x 3 x 3 k-point
grid. In this work, point-defect concentrations under thermal
and charge equilibrium were calculated using the pydecs code.®

In measuring the difference in defect formation energy
between an examined AF, material and BaF,, potential offsets
were calculated (see the ESIf for details on the calculation
procedure). In obtaining the energy barriers of F-related defects
in BaF, and CaF,, the climbing-image NEB (cNEB) method®*
with three intermediate images was used. The bonding char-
acteristics of AF, crystals were assessed via Crystal Orbital
Overlap Populations (COOPs), Lowdin charges and Madelung
energies by using LOBSTER.*

MD simulations of Ba, 5Ca, sF, were performed using the on-
the-fly MLFF scheme, as implemented using the VASP (ver.
6.3.2) code.® The time step was set to 2 fs. An on-the-fly MLFF
was trained using the same 2 x 2 x 2 supercell as that used for
the point-defect calculations, with NPT-ensemble MD
combined with Langevin thermo-barostat.” The training MD
was performed by increasing the temperature from 300 K to
1500 K within 80 ps, followed by a short low-temperature MD
run (for 0.2 ps at T = 10 K). The number of collected structures
in the training dataset is 923 and the numbers of basis sets for
Ba, Ca and F-atoms are 439, 839 and 4315, respectively. The
root-mean squared errors in energies, forces and stress tensors
of the generated MLFF are 1.02 meV per atom, 0.042 eV A~ and
0.45 kbar, respectively.

In obtaining diffusivity, MD calculations with the prepared
MLFF were performed using a 4 x 4 x 4 supercell, including
768 atoms with cation configurations determined using the SQS
scheme. The examined temperatures ranged from 600 K to 1000
K in increments of 100 K. First, NPT-ensemble MD simulations
were performed to determine the lattice constants at each
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temperature (Fig. S1t). Using the obtained lattice constants,
NVT-ensemble MD simulations were performed with Nosé-
thermostat.®® After annealing for 100 ps, trajectories were
gathered at every 20 fs for 500 ps. The accuracy of the adopted
MLFF was rechecked for structures after annealing at each
temperature, and it was found to meet the acceptable level
(Fig. S2t). Mean square displacement (MSD) was calculated by
averaging over atoms and different initial times with
a maximum lag time of 300 ps to achieve sufficient statistical
average convergence. The diffusivity of F atoms, Dy, was ob-
tained by fitting the time-dependent MSD, MSD(t), with the
Einstein relation, that is, MSD(t) = 6Dgt. In extracting event
probability of interstitial F ions and co-generated F vacancies
during MD sampling, the coordinates of each F-atom were
mapped to the nearest lattice site using Voronoi tessellation.*
Atomic configurations and density maps were represented by
the VESTA code.”

3 Results and discussion
3.1 BaF,-CaF, solid solution

The thermodynamic stability of Ba; ,Ca,F, solid solutions was
examined by the exhaustive configuration search which is used
to evaluate the phase stability of the mixed phases and to
discover possible ordered structures. Fig. 1a shows the forma-
tion energies measured from the composition-weighted average
of the end-member energies. In the case of T = 1200 K,
composition-dependent configuration entropy term (—TSconfig)
was added, where Sconfig = —kg(x Inx + (1 — x) In(1 — x)). The

(a)
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Fig. 1 (a) Formation energies at T = 0 and 1200 K and (b) excess
volume of Ba;_,CayF, solid solution as a function of composition, x.
The yellow star symbols indicate the values of the SQS model with a 2
X 2 X 2 conventional supercell.
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results indicate a phase separation tendency, even though the
tendency decreases at higher temperature. The metastability of
the cation-mixed phases is consistent with the reported exper-
imental behavior.**** The mechanochemically synthesized
mixed phases were decomposed above 700 K, where cation
diffusion is sufficiently activated. The calculated formation
energy surpasses 0.15 eV per cation or 14.5 k] mol ', at around x
= 0.5. Similar values have been observed in oxides; for example,
the formation energy of fluorite-structured Ce;_,Zr,O, is
approximately 15 kJ mol " at x = 0.5.”* In this oxide system,
miscibility is observed at high temperatures, for example, above
1800 K at x = 0.5.7> Although our calculations show the phase
separation behavior even at a high temperature of 1200 K,
mixed phases were observed at temperatures above 1150 K over
the entire composition range in the experimental phase
diagram.** Our calculations overestimate the transition
temperature from a two-phase separation state to a single solid-
solution state probably because our calculations do not include
vibrational contributions. A similar overestimation was found
in a previous calculation study on Ce;_,Zr,0,.”

The excess volume, which is a relative volume with respect to
the composition-weighted average of the BaF, and CaF,
volumes, is shown in Fig. 1b, exhibiting a small deviation to
negative (contraction) and positive (expansion) directions with
absolute values lower than 0.6%. Therefore, Vegard's law is
almost satisfied in the mixed system. Determining the lattice
constants of the mixed phase is experimentally difficult because
of the broadening of the XRD peaks, although Diivel et al. re-
ported the expansion tendency with an excess volume reaching
1.5-1.7% at around x = 0.3-0.5.%* In our exhaustive calculations,
the examined cells include up to 10 cations, inevitably forming
structures with a short-range order compared to a more realistic
random structure available in a larger cell. However, the excess
volume of a random structure would lie in the dispersion of the
searched results because such a dispersed range may include
two opposite extreme cases toward contraction and expansion.

Fig. 2a shows the relaxed random structure prepared using
the SQS scheme for BaysCa,sF,, including 96 atoms (32
cations), where the interstitial positions are represented as the
ideal fluorite crystal before relaxation. Fig. 2b shows the
frequency of the combination of coordinating cations around
64 F-atom sites (8c) and 32 interstitial sites (4b) in the cell,
where the 8c and 4b sites have tetrahedral and octahedral
coordination, respectively, as represented in the insets of
Fig. 2b. In the prepared model, the coordination environments
around F-atom sites are almost fully random. The correspond-
ing probability distribution around '°F-atoms determined by
NMR for ball-milled samples has shown a slight deviation from
the values of the ideal random distribution; thus, the frequen-
cies of CazBa and CaBa; coordination patterns were larger and
smaller than the ideal values, respectively.>® However, Breuer
and Silkening reported that such differences in the local envi-
ronment do not significantly affect the long-range conduction
of F~ ions through measurements of samples prepared at
different ball-milling times.** Therefore, the random structure
model can capture the relationship between ionic conductivity
and local structures.

This journal is © The Royal Society of Chemistry 2024
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Fig. 2 (a) Relaxed SQS structure in the 2 x 2 x 2 conventional
supercell of BapsCagsF, and (b) histogram of the combination of
coordinating cations around the F-atom sites (8c) and interstitial sites
(4b) in the fluorite supercell.

The formation energy and excess volume of the SQS structure
are shown in Fig. 1. Considering that the energy of the SQS
structures is located in the middle of the energy dispersion
obtained from the exhaustive search, the phase separation
tendency is reconfirmed for the random structure in the larger
cell. Structural relaxation induces local displacements from the
ideal lattice sites (Fig. 2a). The observed excess volume expan-
sion accounts for approximately 0.1%, which is relatively small
compared with an experimental value of approximately 1.5%.%
In our calculations, the diffusivity of F ions can be affected by
local structural distortion rather than the minute volume
expansion.

3.2 Point-defect calculations of BaF,-CaF, solid solution

In determining the possible range of the chemical potential of
the F atom (ur), ur values are calculated for various metal/metal-
fluoride equilibrium reactions (M/MF,) as summarized in
Fig. S4.f Cu/CuF, has the highest potential among the exam-
ined cases in our calculations except for noble material series,
and it has recently attracted considerable attention as a prom-
ising active cathode material for fluoride-ion batteries.**"*7*

This journal is © The Royal Society of Chemistry 2024
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Considering that fluorides with low equilibrium uy are more
stable during electrochemical reactions, the fluorides of alkali
and alkaline earth metals, including BaF, and CaF,, are
preferred as an electrolyte with a high electrochemical stability,
which would allow the stable use of the (Ba,Ca)F, phase in the
composite electrode.* In the following point-defect calcula-
tions, ur is swept between the values for Li/LiF and Cu/CuF,.

The concentrations of point defects in BaF,, CaF, and
Ba, 5Cay sF, were examined under thermal and charge equilib-
rium. For BaF, and CaF,, the vacancies and interstitials of F and
each cation (Ba or Ca) were evaluated, where the chemical
potential of each cation is determined from the energy of the
host material and uy. The resulting concentrations at 7= 600 K
are plotted in Fig. 3a and b, respectively. In this figure, the
horizontal axes show variation of ug relative to the value at the
equilibrium of Pb/PbF,. In both materials, the concentrations of
cation-related defects are low; thus, they are not shown in the
panels, and the predominant defects are the anion Frenkel pair,
namely, positively charged F-vacancies (Vp) and negatively
charged interstitial F-atoms (F},).

Based on the above examination for the unmixed
compounds, for the Ba, 5Ca, sF, case, F vacancies (Vg7, g = +, 0)
and interstitial F atoms (Fj,, ¢ = —, 0) were considered at each
lattice site in the SQS cell shown in Fig. 2a. The obtained defect
concentrations at each site are summed up within each defect
type. The resulting concentrations at 600 K are plotted in Fig. 3c,
indicating the higher concentrations of the predominant anion
Frenkel pair by several orders of magnitude than those in CaF,
and BaF,.

The dependence of the V; concentration (which is identical
to that of F; ) for the examined compounds is plotted as
a function of inverse temperature (Fig. 4). Here, ur was set to the
base value of Pb/PbF,, where the Frenkel pair is predominant in
the examined temperature range. The defect concentrations in
Ba, 5Ca, sF, are higher than those in unmixed compounds over
the whole examined temperature range, and all lines exhibit
constant gradients. Fitting the lines with the Arrhenius equa-
tion yields a nominal formation energy equivalent to half of the
Frenkel-pair formation energy. For BaF, and CaF,, the extracted
values are 0.93 and 1.25 eV, which are almost identical to the
defect formation energies evaluated from the point-defect
equilibrium calculations. For the Ba, ;Ca, sF, case, the forma-
tion energy obtained from the fitting is 0.18 eV. The corre-
sponding single value cannot be obtained from the point-defect
equilibrium calculations because various defects at different
lattice sites simultaneously contribute to the summed-up
concentrations. Notably, not only an aliovalent dopant but
also an isovalent dopant with a large difference in ionic size can
remarkably increase charge carrier defects.

3.3 MD simulations of Bay ;Cag sF,

Using MLFF-MD simulations at 600 to 1000 K, radial distribu-
tion functions (RDFs) and diffusion properties of F ions in
Ba, 5Cay sF, are analyzed. The RDFs are plotted separately for
pairs between the F atom and each constituent element, as
shown in Fig. 5. The first peaks in the RDFs for the F-Ca pair
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Fig. 4 Point-defect concentrations as a function of temperature,
where ug is fixed to be the value for Cu/CuF,. Under these conditions,

Fig.3 Point-defect concentrations as a function of ug at T= 600 K for (a) BaF,, (b) CaF, and (c) Bag sCag sF». The lower and upper uf values in the
horizontal axis correspond to the equilibrium ur values for Li/LiF and Cu/CuF,, respectively.

appear at around 2.2 A, which is shorter by about 0.3 A than that
of the F-Ba pair. These reflect the difference in the ionic radii
(1.56 and 1.26 A for Ba®>" and Ca*" ions with eight coordination,
respectively’®) and coincide with the tendency of the lattice
constants of BaF,-CaF, solid solutions, which almost follows
Vegard's law. The RDFs of the F-F pair have weaker and broader
first peaks at a position farther than that of the first peaks of
cations. All peaks in the RDFs weaken with the increase in
temperature, reflecting the increased movement of atoms, but
no significant changes in shape and no additional peaks are
observed.

The MSD of F atoms, which is plotted in Fig. 6a, shows usual
ballistic and diffusive behaviors;”” The time evolution is
proportional to £ in the relatively short time range less than 0.1
psand to t' in the longer time range. During the simulations, no
hopping diffusion of the cations was observed, indicating that
the structural changes towards phase separation hardly occur
without any cation defects in simulations, whereas the phase
separation was observed at temperature above 700 K in experi-
ments.** Even in classical MD simulations of BaF,-CaF, nano-
particles, including surfaces, grain boundaries and potential
cation defects, apparent phase separation was not observed at
1200 K,** which is consistent with our DFT-based MD simula-
tions at temperatures below 1000 K.

The diffusion coefficients (Dg) extracted from the MSDs are
plotted as a function of inverse temperature, as shown in the
inset of Fig. 6a. We evaluated the standard deviations in the
averaging of Dy using the MD2D package,”® resulting in relative
deviations of less than 6%, which is smaller than the size of the
data points shown in the inset. The linear fit with the Arrhenius
equation provides an activation energy (E,) of 0.42 eV for F-atom
diffusion. This value corresponds to the sum of the contribu-
tions from defect formation and migration as in the explicit
formalism of the conductivity in eqn (1). The theoretical ionic
conductivity (¢) below 500 K is obtained from extrapolated D at
higher temperatures than 600 K via the relation ¢ = e*NgpDy/kgT,
where N denotes the concentration of F-atom lattice sites. The
calculated o values are compared with the experimental data

This journal is © The Royal Society of Chemistry 2024


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4ta05684a

Open Access Article. Published on 17 golggotmannu 2024. Downloaded on 2025-10-29 06:26:04.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Paper

~
Q
~

102H=— T = 1000 K

—— T=900K
—— T=800K
10— T=700K

T =600 K

Mean square displacement [A?]

101 .
1072 e 1.0 12 14 1:6\. 3
1000/T [K™] 3
1 1 1 1
1072 101 1 10 102
Time [ps]

Fig. 6

View Article Online

Journal of Materials Chemistry A

T [K]
10-1 600 500 400 300

ET~ 1 T T T T —3
- : \~\\ —— MLFF-MD
IE 10-2L Sso B A Divel etal[33]]]
bS] Sso ® K. Morietal[35] |3
n - SO ]
= 1073 3 \\\ E
z : | ‘x\\ ]
2 1a-4l ~ ]
S . S~
=] F [ S ]
2105k e SS
S °
(@] - ]
9 105k ° .
c °
O - 4
— L . 1

-7 1 | | 1 |
10 1.5 2.0 2.5 3.0 3.5

1000/T [K™1]

(a) Mean square displacement (MSD) as a function of time and (b) ionic conductivity as a function of 1000/T, for F atoms in Bag sCag sF2. In

the inset of (a), diffusion coefficients (D) obtained by fitting the MSDs are plotted. In (b), the experimental values for Ba;_,CayF, with x ~ 0.5 (ref.

33 and 35) are plotted for comparison.

extracted from the literature,®** as shown in Fig. 6b, which
indicates that the theoretical results overestimate the experi-
mental ones by about 1-2 orders of magnitude. We consider
that two factors may contribute to the observed differences. The
first factor is the possible existence of a superionic-like phase
transition, associated with a change in mobile defect species
and/or the formation of defect complexes, as reported for o-
LizN.” Although we also calculated the MSDs at T = 300, 400
and 500 K, the linear dependence of the MSDs on simulation
time could not be achieved within the MD sampling time. The
elucidation of low-temperature diffusion properties would
require longer simulation times and more careful examinations
of the convergence, both of which are beyond the scope of this
study. The second factor is the retarding effect at grain
boundaries in nanoparticles on the conductivity in the experi-
ments, as reported for Y-doped ZrO, (ref. 80) and tysonite-type
Ba-doped LaF;," though for the latter case, it has also been
reported that the effect of grain boundaries could be suppressed
by optimizing the microstructure.’”

In confirming the temperature dependence of the concen-
trations of F-atom point defects contributing to ionic diffusion,
the time evolution of spontaneously formed F-atom defects was
extracted and analyzed from the MD trajectories. Fig. 7a shows
the distribution of F atoms at T'= 1000 K, which was generated
by contracting the F-atom trajectories into the unit cell. As
shown in the figure, although F-atoms reside predominantly at
the 8c site, their distribution is also present at the interstitial 4b
sites. In extracting the sojourn time of F atoms on the inter-
stitial sites, the existing probability of F atoms at the site was
calculated for each snapshot, and the time-series data were
averaged, by using the Voronoi-tessellation mapping of F-atom
coordinates onto the closest lattice site. The probability repre-
sents the concentrations of interstitial F-atoms, which are
equivalent to those of F-vacancies. The obtained probabilities at
each temperature are plotted in Fig. 7b as a function of inverse

This journal is © The Royal Society of Chemistry 2024

temperature. By fitting the data with the Arrhenius equation,
the defect formation energy extracted from the MD simulations
is 0.12 eV, which is close to that from the point-defect calcula-
tions (0.18 eV). The slight difference may be attributed to finite-
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Fig. 7 (a) Distribution of F-atoms on the (110) plane at T = 1000 K,
where F-atom trajectories in the supercell are contracted into a unit
conventional cell. (b) Extracted and averaged existence probability of
F-atoms on the interstitial sites.
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temperature effects such as lattice vibration, thermal expansion
and the clustering (association) of point defects, which are
ignored in the above-mentioned point-defect calculations. The
findings indicate that the approach of point-defect chemistry
provides direct access to the defect formation energy that
comprises the activation energy.

3.4 Comparison of activation energies

In comparing the activation energies, the migration energies of
V;, and F;,, in CaF, and BaF, were calculated using the cNEB
method, because the F-ion diffusivity of these compounds is too
small to achieve statistical convergence during MD simulations
without extrinsic dopants. In the case of Vi, an F-ion neigh-
boring to a vacancy site migrates to the vacancy site (Fig. 8c). In
the case of F,, the interstitialcy diffusion path involving the
movement of the neighboring F-atom at the 8c site is examined
because the direct migration pathway to the next interstitial site
could not be defined (Fig. 8d). Fig. 8a and b show the calculated
relative energies on the migration paths, and the obtained
saddle-point energies (Emi;) are summarized in Table 1. As
shown in the table, the barriers for V; in BaF, and CaF, are
lower by about 0.2 and 0.3 eV, respectively, than those for F; .
These results indicate that V;, is more mobile than F;,, in BaF,
and CaF,.

All the energies, associated with the activation energy of
ionic conductivity, are summarized in Table 1. The activation
energies for BaF, and CaF, were derived by summing the
formation and migration energies for F-vacancies via the rela-

tion: E; = Eger + Emig. Meanwhile, the migration energy for F-ion

View Article Online
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Table 1 Defect formation energies, Eqer; migration barriers, Eng; and
activation energies, E;; in comparison with experimental activation

energies

BaF, CaF, Bay 5Cag sF,
Eget 0.93 1.25 0.18
Enmig(V}) 0.38 0.27 0.24%
Enig (Finy) 0.55 0.55
ESle 1.31¢ 1.44° 0.42
EBxpt 2.15° 1.32° 0.62"

1.49° 1.88¢ 0.53¢

1.64° 2.13°

“ Calculated via the relation: E, = Eger + Emig. b Ref. 81. ¢ Ref. 82.
 Ref. 83. ° Ref. 84./ Ref. 32. € Ref. 33.

formation energy from the activation energy (Emig = Ea — Eqef)-
As previously mentioned, the Ba,s;CagsF, model was con-
structed on the basis of the SQS scheme. In this model, various
nonequivalent migration paths are observed; thus, compre-
hensive determination of the migration energy by NEB calcu-
lations is not feasible. The obtained E, value shows a large
difference between the mixed and unmixed phases, accounting
for approximately 1 eV. As shown in Table 1, the Ey, values of
Vi in the BaF, and CaF, are comparable to that of Ba, 5Cag sFs.
The differences in the migration barrier among the fluorides are
less than 0.15 eV. Therefore, the differences in the E, value
should be largely attributed to the difference in the defect
formation energy.

Table 1 also lists the experimental E, values for BaF, and

. . CaF, bulks®**®* and for Ba;_,Ca,F, nanoparticles at
defects in Ba,sCagsF, was calculated by subtracting the 2 PuiX 1mrfata P
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Fig. 8 Relative energies on the migration paths of V; and F;, in (a) BaF, and (b) CaF. Atomic configurations on the paths of (c) Vi and (d) F;, in
BaF,. In (c) and (d), the migrating F-atoms are represented by small spheres with various colors from the initial position (0) with pink to the final
position (1) with blue, via the saddle point (0.5) with red, where the values in the parentheses denote the reaction coordinate. Ba and lattice F
atoms are shown by green and orange large spheres, respectively. The inter-atomic bonds are depicted only for the three images at initial, saddle

point, and final states.
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a composition near to x = 0.5.°*** The experimental values of
BaF, and CaF, are dispersed in the 1.3-2.1 eV range, containing
the calculated values. In contrast, the E, value of BaF, and CaF,
nanoparticles exhibits relatively low values less than 0.8 and
1.0 eV, respectively,**** which would reflect particle-size effects.
The experimental E, values of the Ba, sCa, sF, nanoparticles are
in the range of 0.5-0.6 eV, which are lower than those of BaF,
and CaF, nanoparticles. Although distinguishing the nano-
particle and cation mixing effects in experiments is difficult
because of the absence of experiments with larger grains as
already mentioned, this work provides a theoretical clue on the
effects of local structural disorders induced by the cation mix-
ing on the E, values and F-ion transport properties of the bulk
region.

If MD simulation can be performed in a large cell for suffi-
ciently long simulation time based on reliable energy and force
calculations, then it would be a suitable tool to directly compute
the activation energy of mobile atoms in an ionic conductor.
However, a limited computational capability promotes the use
of a searching method for the saddle point on a migration path,
such as the cNEB method, to obtain the migration energy (Emig).
Point-defect calculations can aid in the identification of domi-
nant defect species and the estimation of defect formation
energy (Eqer)- The essential role of point-defect concentrations
in MD simulations is emphasized for ionic conductors such as
Agl and B-PbF, in the review by Hull.** As demonstrated also in
our MD simulations, when mobile ions in a crystal migrate
through interstitial lattice sites or fractionally occupied sites
such as vacancies, the temperature-dependent occupation
probabilities can be a key factor to understand the migration
behavior associated with the point-defect formation. Similar
situations could arise in various solid electrolytes. For example,
in sulfide-based compounds for Li-ion solid electrolytes, the Li-
ion migration barrier is highly dependent on the type of anion
sublattice (bce or fee/hep), and the difference in the probability
density of Li atoms between two sites on a Li-ion migration path
is used to explain the trend of diffusivity."* Considering that the

latter probability density is related to point-defect
(a) (b)
%) | —CaF, | %
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Fig.9 (a) Comparison of the relative formation energies of V; and i,
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concentrations, point-defect calculations may provide
a comprehensive understanding of the underlying transport
mechanism and suggest the way to tailoring crystals with higher
ionic conduction.

3.5 Comparison of point-defect formation energy

To investigate the mechanism responsible for the decrease in
the defect formation energies (Eqef) of V; and F,, in
Bay sCag sF,, the difference in Eg.r between different materials
was calculated. Here, we suppose that the subject material is
adjacent to BaF, and it shares the same Fermi level (see the ESIT
for details). First, we compared the relative formation energies
of AF, series (A = Ca, Ba, Sr, Cd, Pb) with respect to the BaF,
values (Fig. 9a). The results indicate the opposite energy align-
ments between V; and F,, except for the PbF, case. These
trends are plotted as a function of the ionic radius (Fig. 9b),
expressing systematic changes for each defect type except for
PbF,, and relatively small changes in the anion Frenkel-pair
energies.
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Fig. 10 Correlation plots of relative defect formation energies for (a)

interstitial F ions and (b) F-ion vacancies for AF, (A = Ca, Ba, Sr, Cd, Pb).
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CdCa Sr Pb
B —
2 B
1t DR
.
0 _____ _.__._ ______________ _.___A_:_;;__:"-— =9
-8
-1t ”’, v i
27 1.2 1.3 1.4
Rion [A]

of AF, (A = Ca, Ba, Sr, Cd, Pb) with regard to BaF, and (b) its dependence on

the ionic radius of A%* with eight coordination.”® In (b), points for half the formation energies of the anion Frenkel pair and fitted lines with

a parabolic function except for PbF, for guiding eyes are also shown.

This journal is © The Royal Society of Chemistry 2024

J. Mater. Chem. A, 2024, 12, 31173-31184 | 31181


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4ta05684a

Open Access Article. Published on 17 golggotmannu 2024. Downloaded on 2025-10-29 06:26:04.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Journal of Materials Chemistry A

(a)
_. 2 T T T T T
=
S 1F .
a3
w
| Ofmmmmm e -
— (]
> L g i
et I TRTTY TTTTTTTON- PO TSR S ®...:
3 LA B |
W > 1 L ! 1 L
o a"\'%a aXrL%a 3)(3%3 a2
e C Ne

View Article Online

Paper

(b)

= 2T | — | — | Pr— | — | p— T
[=

[y

e 1 o ]
m o

w

N gt
=

ragt s -
3

LL] _2 | 1 1 1 1 | 1

Fig. 11 Point-defect formation energies of (a) F-vacancies and (b) interstitial F-atoms in Bag sCag sF2, which is measured from the values in BaF.

The red dotted lines indicate the corresponding energies for CaF,.

In elucidating the origin of the stability trends, structural
and electronic properties correlating with the relative formation
energies were explored. The energetic trend for F;, correlates
with the lattice constants (Fig. 10a), including PbF,. Consid-
ering that the lattice constant in the fluorite structure is linearly
proportional to the bond lengths between atoms in the crystal,
the relationship can be interpreted as follows: the narrower the
interstitial space, the greater the repulsion between the incor-
porated F and surrounding atoms. In contrast to the F; , case,
poor correlation was observed between the relative energies for
Vi and bond lengths or lattice constants. The bonding charac-
teristics calculated via the projection of electronic states onto
local atomic orbitals were examined as described in the Method
section. Electrostatic properties such as Lowdin charges and
Madelung energy also exhibit poor correlation (Table S17), but
integrated COOP up to the Fermi level (ICOOP) between adja-
cent fluorine and the cation was found to have a linear rela-
tionship, as shown in Fig. 10b. Therefore, the bonding strength
represented by the COOP analysis is a key factor to capture the
trend of Eqe¢(Vy), including the PbF, case.

The curious exceptional behavior of the defects in PbF, may
be related to the 6s> lone pair of Pb®" ions. Such a lone pair
strongly affects the crystal structures as well as local bonding
characteristics,*>® electric and optical properties®” and F-ion
conductivity.*”*® The previous DFT calculations have shown
that COOP analyses reveal the bonding characteristics between
Pb and neighboring anions.?>*** Also in our case, the density of
states and COOP of PbF, exhibit similar hybridization to the
case of other Pb-including compounds (Fig. S51). Therefore,
ICOOP can be a good indicator of the trend of V; formation
energy. Although such s® lone pairs could enhance F-ion
migrations,*®* materials containing Sn and Pb would require
more careful application with respect to electrochemical
stability than compounds composed of Ba and Ca (Fig. S47).

The relative formation energies with regard to the BaF,
values for 64 and 32 kinds of V; and F'int in the Bay 5Ca, sF, cell
are shown in Fig. 11. As shown in the figure, although the
dependence of the energy on the local coordination environ-
ments is unclear, the energetic stability is different between the
two defects. While the relative energies of V; are low and
comparable to those of CaF,, the relative energies of F, , are

int

near to those of BaF,. Therefore, the mixed phase exhibits

3N82 | J Mater. Chem. A, 2024, 12, 31173-31184

a behavior inconsistent with the trend in the AF, series. The
lattice constant of the random structure scarcely expand from
the average value (Fig. 1b). Thus, the decrease in the relative
defect energy in the mixed phase could be attributed to the local
structural disorder induced by the mixing of isovalent cations
with a large ionic-radius difference. As an example, the local
structures of F,, are depicted in Fig. 6,1 representing that the
large structural changes during relaxation occur in the mixed
phase in contrast to the cases of BaF, and CaF,. The large
changes would be allowed by distortions contained not only in
neighboring atoms, but also in more distant atoms. When
additional aliovalent doping is applied into the disordered
structure, as reported for (Ca,Sr)F, doped with rare-earth
metals,* higher conductivity may be achieved as a result of
the altered formation of F-ion defects.

4 Conclusions

In this study, ionic conductivity enhancement in Ba; ,Ca,F,
was investigated by evaluating the defect formation, migration
and activation energies using point-defect calculations,
migration-path searches and MLFF-MD simulations, under
consistent DFT conditions. The comparison of the obtained
energies for Ba, 5Ca, sF,, BaF, and CaF, shows that the cation
mixing of Ba>" and Ca®" induces the reduction of the formation
energies of the F-ion Frenkel pair (V; and F;,), rather than the
migration barriers. By arranging the relative defect formation
energies for AF, series, V; and F,,, are found to exhibit opposite
trends against ionic sizes of cations. Meanwhile, the energies of
the F-ion vacancies and interstitials in Bay 5Ca, sF, deviate from
the trends, and each energy is close to the lower energy between
CaF, and BaF,. The latter anomalous behavior is due to the local
structural distortions caused by the mixing of cations with
a large difference in the ionic radius. In general, aliovalent
dopants are used for the production of mobile charge carriers in
the field of solid-state ionics. However, our findings indicate
that isovalent dopants with a different size from the constitu-
ents of host materials may enhance the ionic conductivity in
a wide range of materials other than the present system.
Moreover, the present research indicates that enhancement of
ionic conductivity not only results from the lowering of migra-
tion barriers but also from the increase in charge carrier or

This journal is © The Royal Society of Chemistry 2024


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4ta05684a

Open Access Article. Published on 17 golggotmannu 2024. Downloaded on 2025-10-29 06:26:04.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Paper

point-defect concentrations and thus suggests that the point-
defect chemistry can provide insights into the underlying
mechanism of ion conduction in crystalline solids.
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