
RSC
Applied Interfaces

COMMUNICATION

Cite this: RSC Appl. Interfaces, 2024,

1, 677

Received 13th April 2024,
Accepted 24th April 2024

DOI: 10.1039/d4lf00129j

rsc.li/RSCApplInter

Poly(2-methoxyethyl acrylate)-grafted
microfiltration membranes exhibiting low-fouling
properties in the presence of salt species†
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This study successfully demonstrated that membranes whose

surfaces and pore walls were modified with poly(2-methoxyethyl

acrylate) (PMEA) exhibit low-fouling properties against organic

substances even in the presence of salt species. We also

demonstrated the low-fouling property of the modified

membrane by using real seawater.

1 Introduction

Membranes used in various processes of water purification
and wastewater treatment are susceptible to fouling.1–5

Although pore clogging and pore-entrance blocking have been
suggested as the mechanisms of fouling, the adsorption of
organic substances, such as proteins and polysaccharides,
may also contribute to the increase in filtration resistance.6–8

To suppress adsorptive fouling, a number of surface
modification methods using hydrophilic and zwitterionic
polymers have been investigated.9–16 These studies use
filtration tests to demonstrate that surface modification
imparts low-fouling properties to the membranes. However,
demonstration tests using model feed solutions are
conducted in the absence of salts, which are present in a
variety of real feed solutions.

Fane et al.17 reported that the filtration fluxes of aqueous
solutions of bovine serum albumin (BSA) through polymeric
ultrafiltration membranes depend on the pH and salt
concentration of the feed solution, which changes the
conformation and charge of the solutes. Zhai et al.18 tested the

adsorption of sodium alginate, fulvic acid, humic acid, BSA,
and glucan on polyvinylidene difluoride (PVDF) membranes at
different sodium chloride concentrations. They suggested that
the charge and structure of these substances affect their
adsorption, although they did not discuss the effect of
adsorption on the filtration flux. Katsoufidou et al.19 conducted
filtration tests using aqueous solutions of sodium alginate at
different concentrations of calcium ions. Sodium alginate
undergoes gelation as the concentration of calcium ions
increases, which increases the filtration resistance. These
fundamental studies are focused on the effect of salt on the
conformation of organic substances that induce membrane
fouling, and not the low-fouling properties of the membranes.
The effect of salt concentration of crude oil-in-water (O/W)
emulsions on the fouling of filtration membranes has been
investigated. He et al.20 conducted filtration tests using crude O/
W emulsions with different sodium chloride concentrations at a
constant flux, revealing that fouling is dependent on the sodium
chloride concentration owing to the electro-repulsive force.
These oil droplets are generally larger than the organic
substances, and accordingly the mechanism of fouling is
unlikely organic substance adsorption. In this context, the effect
of salt specifically on the low-fouling properties of surface-
modified membranes has not been investigated to date.

Poly(2-methoxyethyl acrylate) (PMEA) is a nonionic
biomaterial polymer. Although it is not a zwitterionic
polymer, its excellent features as biomaterials have been
extensively investigated after Tanaka et al. proposed the
intermediate water concept.21–23 In this context, PMEA can
be a low-fouling polymer for achieving low-fouling properties
of membranes through surface modification. However, the
surface modification of membranes with PMEA grafting has
not been tested to low-fouling membranes, except for the
study by Akamatsu et al. They first used PMEA as a low-
fouling polymer to microfiltration membranes via plasma
graft polymerization.24 This low-fouling performance was also
demonstrated by the molecular dynamic simulations.25

Recently, the surfaces of polyethylene microfiltration
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membranes have been modified with PMEA using a novel
surface modification technique in which the membrane is
first immersed in advanced oxidized water and then subject
to an activator generated by electron transfer–atom transfer
radical polymerization (AGET–ATRP).26 This modification
method is facile because it does not require deoxygenation
nor depressurization, and the modified membranes exhibit
excellent fouling resistance against BSA in the absence of salt
species. The stability of the PMEA layer was also expected
because PMEA was immobilized on the surface via chemical
bonds. However, the low-fouling properties of these modified
membranes in the presence of salt species have not been
demonstrated. Even though PMEA is a nonionic polymer,
PMEA is not completely electrically-neutral. As Nagumo et al.
reported,27 each constituent group is partially charged. This
is because of the difference of the electronegativity. The
presence of salts with a high concentration may thus affect
the low-fouling properties. Successful demonstration of the
low-fouling properties of the membranes grafted with PMEA
in the presence of salts will broaden the applicability of these
membranes.

In this study, we investigated the low-fouling properties of
PMEA-grafted polyethylene microfiltration membranes. The
membranes were modified via the facile method we had
previously developed and then used to treat not only aqueous
solutions of α-amylase and dextrin with or without 3.5 wt%
sodium chloride but also real seawater. The reason why
α-amylase was selected for the low-fouling evaluation was
because it is stable even in an aqueous solution with a high
sodium chloride concentration. The results indicated that the
modified membranes exhibited low-fouling properties in the
presence of salt species.

2 Experimental
2.1 Chemicals and materials

Polyethylene microfiltration membranes with an average pore
size of 60 nm, thickness of 30 μm, and porosity of 41% were
kindly supplied by Asahi Kasei Corp. (Tokyo, Japan).
2-Methoxyethyl acrylate (MEA), ethanol, super-dehydrated
dichloromethane, triethylamine, N,N,N′,N″,N″-penta-

methyldiethylenetriamine (PMDETA), copper bromide, and a
mixture of 63 wt% α-amylase and 37 wt% dextrin were
purchased from Fujifilm Wako Pure Chemical Corporation
(Osaka, Japan). α-Bromoisobutyl bromide (BIBB) was purchased
from Sigma-Aldrich (St. Louis, MO). MEA was distilled prior to
use, and the other reagents were used as received.

2.2 Modification of membranes with PMEA

Surface modification was conducted using a previously reported
method,26 which is completely free from deoxygenation and
depressurization steps. The scheme for the modification is
shown in Fig. 1. Briefly, a membrane coupon was immersed in
advanced oxidation water for 30 min, which was produced with
a home-made water electrolysis device. The concentrations of
ozone and hydrogen peroxide were 2 and 0.3 ppm, respectively.
The membrane coupon was then immersed in a mixture of
super-dehydrated dichloromethane (40 mL) and trimethylamine
(3.5 mL), to which BIBB (3.3 mL) was added. After 25 h, the
membrane was immersed in 20 mL of an aqueous solution of
MEA, ascorbic acid, PMDETA, and copper bromide.

2.3 Characterization

The grafting amount [mg cm−2] was used for the index, which
is defined as the following equation:

Grafting amount [mg cm−2] = (W − W0)[mg]/A [cm2],

where W0 and W are the weights [mg] of the membrane coupon
before and after the grafting reaction of PMEA, respectively. A is
the effective membrane area [cm2]. The grafting amount was
controlled by the grafting time. PMEA on the membrane surface
and pore walls was characterized using Fourier-transform
infrared spectroscopy (FT-IR; FT/IR-4200; JASCO Corporation,
Tokyo, Japan). Thermogravimetic analysis of the membranes
were conducted using a TG analyzer (TGA8000, PerkinElmer Co.
Ltd., Japan). The temperature was raised from room
temperature to 800 °C, at a rate of 10 °C min−1. The zeta
potential of the membrane surface at 25 °C was determined
using a zeta-potential and particle size analyzer (ELSZ-2KH,
Otsuka Electronics Co., Osaka, Japan). Measurements were

Fig. 1 Schematic illustration of the modification.
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conducted using 10 mM sodium chloride aqueous solutions
(pH 5.8).

2.4 Membrane resistance and low-fouling properties in the
absence/presence of sodium chloride

First, the membrane resistance R [m−1], defined by the
following equation, was measured when pure water and
aqueous solution containing 3.5 and 7.0 wt% sodium
chloride were used as the feed solution:

J ¼ ΔP
μR

where J is the flux [m3 m−2 s−1], ΔP is the transmembrane

pressure [Pa] and μ is the viscosity [Pa s].
Then low-fouling properties were evaluated. The feed

solutions were (1) aqueous solutions of α-amylase (630 ppm)
and dextrin (370 ppm) with or without 3.5 wt% sodium chloride
and (2) real seawater pre-treated to remove particulate
substances. The total organic carbon (TOC) of the treated
seawater sample was 2 ppm. Closed-loop cross-flow filtration
tests were conducted following a previously reported
procedure.26 Briefly, for the first 30 min, the transmembrane
pressure (ΔP) was set to obtain a pure water flux of 4 × 10−6 m3

m−2 s−1. Then, the feed was changed to the above feed solution
without changing ΔP to examine the low-fouling properties. The
transmembrane pressure was increased to 1.5 times and 2.5
times after 120 min and 210 min, respectively. This control of
the transmembrane pressure was for eliminating the effect of
the intial flux on the fouling, and enabled the focus on the
evaluation of the low-fouling properties of the membrane itself.
The flow rate and temperature in these tests were 2 L min−1 and
25 °C, respectively.

3 Results and discussion
3.1 Membrane characterization

FT-IR analysis was used to confirm successful grafting of
PMEA. Fig. S1† shows the FT-IR spectra of unmodified and
modified membranes with a grafting amount of 0.12 mg cm−2,

which was used for the subsequent filtration test with real
seawater. The spectra were obtained by the transmission
method. According to the publications,28,29 a peak was
observed at 1727 cm−1 for the dried PMEA film via ATR-IR,
which was assigned to the CO stretching vibration of PMEA.
Even though a slight difference in the wavenumber was
observed, the characteristic peak at 1735–1730 cm−1 should
correspond to PMEA because no other peak was observed near
this wavelength. As reported previously,26 the modification
method employed in this study achieved uniform grafting
across the membrane surface and along the thickness direction
and maintained the porous structures as microfiltration
membranes. Fig. 2(a) shows the TG curves of the unmodified
polyethylene substrate, PMEA and the modified membrane
with a grafting amount of 0.19 mg cm−2. This experiment was
conducted for the demonstration of the successful
modification, not for the exploration of the thermal stability.
As for the substrate, a drastic decrease in weight was observed
at around 400 °C. As for PMEA, a drastic decrease was observed
at around 300 °C. The TG curve of the modified membrane
exists between these two curves. The weight loss attributed to
the grafted PMEA was first observed and then the loss
attributed to the substrate was observed. These curves
indicated that the membranes consisted of the polyethylene
substrate and PMEA. Fig. 2(b) shows the relationship between
the grafting amount and the zeta potential of the modified
membrane surface. The zeta potential of the unmodified
polyethylene substrate was −10.5 mV. This negative charge was
probably because of the preferential adsorption of hydroxide
ions on the hydrophobic polyethylene surface, as many
researchers discussed.30–33 The membrane surface became
neutral with increasing grafting amount. The existence of
PMEA probably prohibited such adsorptions. When the
grafting amount was 0.17 mg cm−2, the zeta potential was only
−3.4 mV. This trend was consistent with that observed for
PVDF/PMEA blend membranes prepared by non-solvent
induced separation (NIPS).34 The zeta potential approaches
zero as the blending ratio of PMEA to PVDF increases. The
above changes in the zeta potential with grafting amount also
indicated that surface modification was successful.

Fig. 2 (a) Thermogravimetric curves of the unmodified polyethylene substrate (black, dashed), PMEA (green, dashed) and grafted membrane (blue,
solid). (b) Relationship between the grafting amount and the zeta potential of the membrane surface.
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3.2 Low-fouling properties in the absence of sodium chloride

Fig. 3 shows the flux changes over time when an aqueous
solution of α-amylase (630 ppm) and dextrin (370 ppm)
without salts was fed through the membranes. When the feed
passing through the unmodified membrane changed to the
aqueous solution, the flux gradually decreased from 4 × 10−6

to 1.7 × 10−6 m3 m−2 s−1 in 120 min owing to fouling. After ΔP
was increased by 1.5 and 2.5 times the initial condition, the
constant fluxes were 2.5 × 10−6 m3 m−2 s−1 at 210 min and 4.1
× 10−6 m3 m−2 s−1 at 300 min. The flux increased because the
driving force (ΔP) increased, not because fouling was
suppressed. By contrast, with the modified membrane
(grafting amount of 0.17 mg cm−2), the flux did not decrease
significantly, and it was 3.6 × 10−6 m3 m−2 s−1 in 120 min,
indicating that the modified membrane resisted fouling.
After ΔP was increased by 1.5 and 2.5 times the initial
condition, the fluxes were 4.9 × 10−6 m3 m−2 s−1 at 210 min

and 7.5 × 10−6 m3 m−2 s−1 at 300 min. These results indicated
that the grafted membrane resisted fouling against α-amylase
and dextrin. In our previous study, we also demonstrated that
PMEA-modified membranes resisted fouling against BSA.26

This fouling mitigation, combined with the zeta potential of
the modified membranes approaching zero with increasing
grafting amount, indicated that fouling by these organic
substances was suppressed by the unique hydration structure
of PMEA as described in the Introduction, and not the
electro-repulsive effect.

3.3 Membrane resistance and low-fouling properties in the
presence of sodium chloride

Fig. 4(a) shows the relationship between the concentration of
sodium chloride and membrane resistance for the unmodified
membrane and a grafted membrane with a grafting amount of
0.22 mg cm−2. In these tests, no organic substances were
contained in the feed. As for the unmodified membrane, the
resistance was independent of the concentration of sodium
chloride. This is because the structure of the polyethylene
membranes was not affected. Considering the variation of data
on the pure water permeability shown in our previous study,26

which is inversely proportional to the resistance, the resistance
for the grafted membrane was almost independent or became
small slightly smaller with the concentration of sodium
chloride. The grafted PMEA would be slightly dehydrated due to
the osmotic pressure difference. However, the membrane itself
could be used without any problem. Fig. 4(b) shows the flux
changes over time when an aqueous solution of α-amylase (630
ppm) and dextrin (370 ppm) with 3.5 wt% sodium chloride was
fed through the membranes. The low-fouling properties of the
modified membranes were clearly demonstrated. When the feed
passing through the unmodified membrane changed to the
aqueous solution, the flux decreased to 1.7 × 10−6 m3 m−2 s−1 in
120 min. When ΔP increased by 1.5 and 2.5 times the initial
condition, the constant fluxes were 2.4 × 10−6 m−2 s−1 at 210
min and 3.6 × 10−6 m3 m−2 s−1 at 300 min. At each ΔP condition,
the constant fluxes of the solution with and without sodium

Fig. 3 Time-course of the flux when an aqueous solution of
α-amylase (630 ppm) and dextrin (370 ppm) without salts was fed
through an unmodified membrane (black, squares) and a grafted (blue,
circles) membrane with a grafting amount of 0.17 mg cm−2. The dotted
line indicates an ideal flux through an unfouled membrane.

Fig. 4 (a) Relationship between the concentration of sodium chloride and membrane resistance for unmodified (black, squares) and grafted (blue,
circles) membranes with a grafting amount of 0.22 mg cm−2. (b) Time-course of the flux when an aqueous solution of α-amylase (630 ppm) and
dextrin (370 ppm) with 3.5 wt% sodium chloride was fed through unmodified (black, squares) and grafted (blue, triangles (0.046 mg cm−2), circles
(0.078 mg cm−2)) membranes. The dotted line indicates an ideal flux through an unfouled membrane.
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chloride were comparable, indicating that fouling occurred in
the same extent, irrespective of the concentration of sodium
chloride (0 or 3.5 wt%). This means that the electro-repulsive
effect was not dominant for the fouling. By contrast, with the
modified membrane (grafting amount of 0.046 mg cm−2), the
flux did not decrease significantly when the feed changed to the
solution. The constant fluxes at 120, 210, and 300 min were 2.6
× 10−6, 3.7 × 10−6 and 5.7 × 10−6 m3 m−2 s−1, respectively. An
improvement in the low-fouling property was observed when
the grafting amount was increased to 0.078 mg cm−2. When the
feed changed to the aqueous solution, the flux minimally
decreased to 3.6 × 10−6 m3 m−2 s−1 in 120 min. When ΔP
increased by 1.5 and 2.5 times the initial condition, the fluxes
were 4.8 × 10−6 m3 m−2 s−1 at 210 min and 7.2 × 10−6 m3 m−2 s−1

at 300 min. Therefore, increasing the grafting amount enhanced
the low-fouling properties, even in the presence of 3.5 wt%
sodium chloride. In an aqueous solution containing 3.5 wt%
sodium chloride, the molar ratio of water to sodium chloride is
90 : 1 when the density of the solution is assumed to be 1.02 g
cm−3. Based on the experimental results on the low-fouling
properties with the estimated molar ratio, it is probable that the
unique hydration structure of PMEA is maintained even in the
presence of 3.5 wt% sodium chloride and then suppressed the
adsorption of organic substances. This should be
experimentally demonstrated via other methods in the future.

3.4 Low-fouling properties in real seawater

Fig. 5 shows the flux changes over time when pre-treated real
seawater was fed through the membranes. The flux through
the unmodified membrane gradually decreased from 1 × 10−5

to 6.6 × 10−6 m3 m−2 s−1 in 24 h. Although the TOC in the
feed solution was only 2 ppm, fouling occurred. By contrast,
the flux through the modified membrane (grafting amount of
0.12 mg cm−2) minimally decreased to 8.1 × 10−6 m3 m−2 s−1

in 24 h. Although the seawater sample was pre-treated for

removing large particulate substances, it contained various
ion species, including sodium and chloride ions. The results
confirmed that the low-fouling properties of the grafted
membrane was maintained in the presence of salts.

4 Conclusion

We prepared PMEA-grafted polyethylene microfiltration
membranes by treatment with advanced oxidation water
followed by AGET–ATRP. The zeta potential of the modified
membrane surface approached zero as the grafting amount
increased. When the modified membrane was used to filter a
solution of α-amylase and dextrin in the absence of salts, the
flux did not decrease significantly. By contrast, the flux of the
same solution through the unmodified membrane decreased
significantly. When the modified membrane was used to
filter a solution of α-amylase and dextrin in the presence of
3.5 wt% sodium chloride, the flux did not decrease
significantly. By contrast, the flux of the same solution
through the unmodified membrane decreased significantly.
In addition, increasing the grafting amount enhanced the
low-fouling properties of the membrane. Based on the
results, it is probable that the unique hydration structure of
PMEA suppressed the adsorption of organic substances, even
in the presence of sodium chloride. Finally, the results
showed that the modified membranes also resisted fouling
against pre-treated real seawater. The excellent low-fouling
properties of the modified membranes in the presence of
salts will broaden the applicability of PMEA-grafted
microfiltration membranes.
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Fig. 5 Time-course of the flux when pre-treated real seawater was
fed through unmodified (black, squares) and grafted (blue, circles)
membranes with a grafting amount of 0.12 mg cm−2. The dotted line
indicates an ideal flux through an unfouled membrane.
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