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shedding light on melanin electrochemistry
in dye-sensitized solar cells†
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Florian Heppner, c So Yeon Yoon, b Thomas Bredow,c Tae-Hyuk Kwon *b

and Pooi See Lee *a

The sustainably obtainable poly indolequinone eumelanin shows exciting properties for green, natural

dye sensitized solar cell (DSSC) applications: broad absorption until 800 nm, metal ion chelation, and

long conjugated, aromatic structures featuring an abundance of quinone, semiquinone, and some

hydroquinone moieties providing rich binding sites. Despite this, there are limited literature works

covering the use of this natural dye that typically reported conversion efficiencies of less than 0.10%.

Thus, there is room for improving both the performance and understanding of the electrochemical

mechanisms behind eumelanin-based DSSC applications. This work fills this gap by first characterizing

eumelanin to confirm its potential stability in films on TiO2 substrates, then providing theoretical

calculations on the HOMO–LUMO gap and simulating the absorption spectrum, giving promising results

for potential use as a dye in DSSCs, and finally covering new ground in the optimization of the fabrica-

tion process of eumelanin-sensitized DSSCs. The prepared eumelanin DSSC devices are of high cycling

stability and show a maximum performance of 0.24% before and 0.42% after treatment with UV-light.

The devices were analyzed in detail to give insights into the microscopic explanation of why eumelanin-

based DSSCs differ from other natural dye-based devices. Using intensity modulated photocurrent and

photovoltage spectroscopy, the comparatively high recombination rate of eumelanin in relation to other

natural dyes is identified as the main inhibitor to overcome in future endeavors of optimizing eumelanin

films in DSSCs.

Introduction

The biological pigment melanin is well-known for qualities
inside the human body like photoprotection, radical scavenging,
and metal ion chelation that can be interesting for applications in
materials science. Depending on the structure of the molecule
consisting of different molecular building blocks, melanin is
classified into several sub-classes like pheomelanin, allomela-
nin, neuromelanin, and eumelanin.1,2 Specifically the poly
indolequinone eumelanin, just called ‘‘melanin’’ in the follow-
ing, has recently gained increased interest for electrochemical
applications due to its polydopamine-like structure, making it
one of the most well-characterized pigments.3–5 Santato et al.
have shown that the material shows promise in organic solar
cell applications due to the possibility of exploiting the qui-
none/hydroquinone equilibrium and metal ion chelation cap-
abilities of the molecule.6

The structure of melanin consisting of the monomers 5,6-
dihydroxyindole-2-carboxylic acid (DHICA) and 5,6-dihydroxy-
indole (DHI) that are present in either the hydroquinone,
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semiquinone, quinone, or quinone iminium form, can be seen
in Fig. 1(a) together with the oligomeric tetramer structure that
is considered to be one of the potential energetic minimum
structures of the polymer in Fig. 1(b). Another potential unit of
interest is the ionized form of the quinone methide at alkaline
and neutral pH values as discussed in various literature.7–9

Besides the tetramer structures that can self-assemble via p–p-
stacking and solvophobic effects,10 the disordered melanin
units are theorized to also exist in bulk as dimers, larger
oligomers, and chain structures, depending on the synthesis
conditions or source of extraction.11,12 The energy storage
capabilities of the melanin stem from both the redox equili-
brium between the depicted redox states, and the compropor-
tionation reaction of quinone and hydroquinone units.13

Melanin consisting of conjugated DHICA and DHI monomers
shows an absorption range from 400 nm to 800 nm. The
absorbed light produces the excited state of the melanin
structure, leading to heat (photothermal effect) and/or, light
emission (photoluminescence), or charge extraction through
external electron transporting (photovoltaic effect);14 for instance,
they have been utilized in light-to-heat conversion applications
in combination with materials like graphene oxide (GO) and
perovskites.14–16 Light-activation has also been suspected to
shift the melanin comproportionation equilibrium to the pro-
duction of semiquinone radicals, which has been linked to the
biologically harmful photoreactivity and photoconductivity
commonly associated with melanin.17,18 Despite its potential
for good solar light harvesting, there have been only few efforts
found in the literature so far that try to utilize melanin

or melanin-like materials for harnessing light-to-electric
conversion.19,20

To understand the light-to-electric conversion mechanism
of melanin, its use as a sensitizer in dye-sensitized solar cells
(DSSCs) is explored in this work.21,22 For this application,
melanin offers two advantages when compared to commonly
used natural dyes such as anthocyanins or chlorophyll deriva-
tives:21,23,24 (1) its broad absorption range facilitates efficient
light harvesting and electron excitation; and (2) the hydroqui-
none, semiquinone, and quinone moieties produced under
oxidative conditions serve as binding sites for titanium dioxide
(TiO2), leading to the enhanced adsorption of melanin onto
TiO2 surfaces.25–27 Prior research on melanin-DSSCs showed
efficiencies below 0.1%, similar to devices using unsensitized
TiO2 alone.28 The photoconversion mechanisms of melanin are
yet to be elucidated fully (see Table S1 for a comparison of
related reports, ESI†).19,29 This study seeks to fill the critical gap
in fundamental understanding and application of the light-to-
electric conversion of melanin. In this work, the synthetic
melanin is first characterized to assess its suitability for DSSC
applications using spectroscopy to confirm the chemical stabi-
lity and presence of rich binding sites. The film stability is
evaluated using microscopic analysis. Computational methods
are used to validate and support the viability assumptions by
simulating the melanin absorption spectrum and giving the
energies of the highest occupied molecular orbital (HOMO) and
the lowest unoccupied molecular orbital (LUMO) of the electro-
nic gap. Finally, the melanin-DSSCs were optimized and ana-
lyzed in detail to understand the electrochemical mechanisms,

Fig. 1 Redox states of melanin monomers (a) and locations of potential binding sites in a selected melanin tetramer (b). (c) The Raman spectroscopy
data of synthetic melanin bulk powder, and (d) and (e) scanning electron microscopy images of sonicated synthetic melanin drop-cast on a Si wafer using
5.0 kV as accelerating voltage (secondary electron imaging). (f) A comparison of normalized UV-visible (UV-vis)-absorption spectra of melanin in thin-
films, solutions, and the simulated spectrum of a gas-phase melanin tetramer using MOLGW on the BHLYP/cc-pVDZ(-RI) level of theory.
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photostability, and governing factors of melanin as a natural
pigment dye in DSSCs.

Results and discussion
Viability of melanin in DSSCs

To confirm the viability of melanin as a natural dye in DSSCs,
the potential interaction with TiO2 was analyzed by confirming
the chemical structure of the synthetic melanin using Raman
spectroscopy. The surface morphology of the synthetic melanin
was evaluated using scanning electron microscopy (SEM).
The synthetic melanin analyzed was prepared by oxidation of
tyrosine with hydrogen peroxide.30 The results of the Raman
spectroscopy measurements can be seen in Fig. 1(c). As expected
for melanin, peaks around 1350 cm�1 and 1550 cm�1 can be
observed. These peaks originate from the stretching mode of the
aromatic C–N moiety and the aromatic CQC stretching vibrations
in the melanin poly indolequinone structure.31,32 Additionally,
a weak shoulder peak around 1690 cm�1 is observed that corre-
lates to quinone CQO stretching found in the indole quinone and
semiquinone structures of melanin.31 The broad peak around
2820 cm�1 can be attributed to the 2D band stemming from two-
phonon double resonance Raman processes typically observed for
aromatic carbon compounds.33 This data correlates with previous
literature observations, confirming both the chemical stability of
the synthetic melanin and the presence of the quinone-moieties
and porphyrin-like indole nitrogen atoms that can be beneficial
for increasing the interaction with a TiO2 substrate when using
melanin as a dye in DSSCs.

As melanin has shown poor solubility in water and common
polar organic solvents like acetone or benzene,34 forming
partial solutions/dispersions, it is important to consider the
particle size of the material as well when deliberating the
interaction with TiO2. From the SEM pictures shown in
Fig. 1(d) and the close-up depicted in Fig. 1(e), obtained from
an investigation at high magnifications of a sample discussed
in previous works covering the usage of melanin in multi-
functional composites,35 an average particle size of (202 � 2)
nm can be obtained. This matches previous findings for
melanin. Because this size is larger than the size range average
of TiO2 particles (B20 nm), for the melanin interaction in
DSSCs, it is expected that most likely only the dissolved, small-
sized melanin oligomers will interact with the TiO2 layer
instead of having direct particle contact. This can be supported
by the following UV-vis absorption experiments.

An affirmative way of confirming the viability of the applica-
tion of melanin in DSSCs is to investigate the adsorption of the
synthetic melanin onto the mesoporous TiO2 surface. For this,
a comparison was made between the UV-vis absorption spectra
of the melanin in a DMSO/MeOH (1 : 19) solution and on a
mesoporous TiO2 film (see Fig. 1(f)). The melanin-sensitized
mesoporous TiO2 film was prepared by immersing TiO2-
fluorine-doped tin oxide (FTO) into the solution for 16 h. The
corresponding light harvesting efficiencies can be seen in
Fig. S1 (ESI†). As shown in Fig. 1(f), the melanin adsorbed on

the mesoporous TiO2 demonstrated light absorption ranging
from 350 nm to 650 nm. It was compared to the simulated
absorption spectrum obtained from theoretical calculations
using MOLGW of a gas-phase melanin tetramer consisting of
four semiquinone units, labeled as the ‘‘6H structure’’ and
depicted in Fig. 1(b). This energetic minimum structure has
been previously discussed in the works of Crescenci et al.36 and
Heppner et al.,37 and is used here as a representative structure
of many possible melanin structures (e.g., dimers or short
linear chains of quinones/semiquinones/hydroquinones38), as
the previous works have shown that this tetramer can be used
as good approximation for simulating the electronic and opti-
cal properties of the material. In principle, other structures
could be considered for simulation as well, as it has been
shown that structures like isolated quinone monomers can also
reproduce the optical properties of the material.39 The simu-
lated tetramer spectrum chosen here shows similar absorption
to the thin-film melanin after normalization and shift correc-
tion to the first main maximum. However, the solution spec-
trum clearly differs from those of the corresponding thin film
and simulation results, possibly due to solvation effects40 and
higher conjugated melanin instead of small oligomeric mela-
nin being more dissolved, causing a shift in the spectrum.
Based on the film and simulation data being similar, one can
assume that the melanin adsorbed onto TiO2 could be mostly
of single-molecule or short-chain/oligomeric, e.g., tetrameric
structures, suggesting that these small melanin structures
contribute to the light-harvesting ability on the sensitized
TiO2 film instead of large agglomerated melanin particles.
The simulation of the absorption spectrum also delivered the
energetic locations of the HOMO (�6.17 eV) and LUMO (�3.40 eV)
of the system with respect to vacuum. This gives an electronic gap
of 2.77 eV, matching the HOMO–LUMO gap size of other dyes
found in renewable, natural sources.41 Furthermore, previous
works have experimentally investigated the band locations and
band gap size of eumelanin films using ultraviolet photoelectron
spectroscopy (UPS) and inverse photoemission spectroscopy (IPES),
and can be used to further confirm the validity of our calculations.
Depending on the presence of DHI and DHICA units, HOMO–
LUMO gap sizes between 1.7 eV and 2.5 eV were observed, also
matching with the scale of our findings.42

Selecting redox electrolyte for melanin-DSSCs

To investigate melanin’s capability for light-to-electric conver-
sion within a DSSC, devices were prepared consisting of a
photoelectrode, a counter electrode, and a redox electrolyte,
structured in a sandwich cell. Our photoelectrodes were pre-
pared by depositing a mesoporous TiO2 layer onto FTO glass,
followed by sensitization by immersion in a melanin solution
(see Fig. S2 for a comparison of the TiO2 photoanodes before
and after the immersion process, ESI†). For the counter elec-
trode, a platinum catalyst was deposited for utilizing an I�/I3�

electrolyte, and poly(3,4-ethylenedioxythiophene) (PEDOT) was
used for Co(3+/2+)(bpy)3 or Cu(2+/1+)(tmby)2 redox electrolytes.
These electrodes were then assembled using a thermoplastic
film, and the redox electrolyte was introduced into the internal
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cell space through a pre-drilled hole in the FTO glass. Detailed
device assembly procedures can be found in the Materials and
methods section.

Fig. 2(a) shows the operational principle of melanin-DSSCs
as follows: (i) melanin anchored on TiO2 absorbs incident light,
generating photoexcited electron–hole pairs (photo-excitation).
(ii) The photoexcited electrons in melanin are injected into the
conduction band of TiO2 (charge injection), oxidizing the
melanin. (iii) These injected electrons then diffuse to the FTO
glass through the TiO2 transporting layer (charge transport).
(iv) Simultaneously, the oxidized melanin is subsequently
reduced by the redox mediator (charge regeneration), and the
oxidized redox mediator diffuses to the counter electrode. (v)
After diffusion, the oxidized redox mediator is reduced at the
counter electrode. (vi) During device operation, a fraction of
electrons recombines with the oxidized redox mediator at the
TiO2/electrolyte interface, reducing device performance (charge
recombination).

The energetic position of melanin (Fig. 2(a)), with the
HOMO (1.67 V vs. NHE) and LUMO (�1.1 V vs. NHE) obtained
from the simulation results, provides a sufficiently free energy
difference for charge injection (from the LUMO level of the
melanin to the Ecb of TiO2) and charge regeneration (from the
redox levels of electrolytes to the HOMO level of the melanin).

We note that the well-known charge injection process (ii)
described here is referred to as the ‘‘Type-I mechanism’’,
typically utilized by sensitizers with hydroxyl groups.43 Alter-
natively, some catechol moieties are known to facilitate charge
injection via dye-to-TiO2 transfer (DTCT, ‘‘Type-II mechanism’’)
directly without leveraging the LUMO of the sensitizer.43–45

Depending on the composition of sensitized melanin units,
the specific charge injection mechanism may vary because of
melanin’s disordered structure. For instance, a very small
fraction of distinct melanin monomers and dimers with cate-
chol groups may utilize the Type-II mechanism for injection
process.

Initially, we explored how electrolyte selection affects the
power conversion efficiency (PCE) of melanin-DSSCs by mea-
suring current density–voltage (J–V) curves under 100 mW cm�2

AM 1.5G conditions, as shown in Fig. 2(b). The PCE was
determined using the equation:

PCE ¼ JscVocFF

Pin
(1)

where Jsc is short-circuit current density, Voc is open-circuit
voltage, FF is fill factor, and Pin is incident light power.
As indicated in Fig. 2(b) and Table S2 (ESI†), melanin-DSSCs
using metal-complex based mediators (Co(3+/2+)(bpy)3 and

Fig. 2 Operational principle and performance investigation of melanin-DSSCs with varied electrolytes. (a) Energy level diagram showing the quasi-Fermi
level (EF) conduction band of the TiO2, the HOMO and LUMO levels of melanin based on the calculation result, and the redox potentials of different
electrolyte mediators, all referenced versus the normal hydrogen electrode (NHE). This diagram demonstrates the free energy differences driving forward
charge transfer (dotted gray arrows) and backward charge recombination (solid red arrow). (b) J–V curves obtained under standard AM 1.5G sunlight at
100 mW cm�2 for melanin-DSSCs with different redox mediators, employing a mask to prevent the problem of overestimation. (c) Dark current curves of
the melanin-DSSCs with different redox mediators, revealing highly accelerated charge recombination behavior at high-voltage bias in melanin-DSSCs
with the metal-complex based mediators (Co(3+/2+)(bpy)3 and Cu(2+/1+)(tmby)2). The inset shows the same graph with a logarithmic scale, indicating the
overall charge recombination characteristics.
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Cu(2+/1+)(tmby)2) showed negligible efficiencies (o0.005%),
implying that these electrolytes are incompatible with the melanin
energy conversion process. Only melanin-DSSCs with the I�/I3�

electrolyte showed a PCE of 0.24%. Despite their thermodynamic
compatibility with the HOMO level of melanin (Fig. 2(a)), the metal-
complex mediators (Co(3+/2+)(bpy)3 and Cu(2+/1+)(tmby)2) exhibit
significant kinetic limitations due to excessively high recombina-
tion rates observed in dark current analysis (Fig. 2(c)), leading to
substantial backward losses that exceed forward light-to-electric
conversion. It is well recognized that the metal-based redox
mediators with one-electron transfers exhibit faster charge recom-
bination kinetics than the iodine redox electrolyte.46

Validation of the melanin light-to-electric conversion

Having optimized the preparation of melanin-based DSSCs
using an I�/I3� electrolyte, the utility of melanin in light-to-
electric energy conversion was validated by comparison with
unsensitized bare-TiO2 devices as a control sample (Fig. 3(a)).
The J–V characteristics, detailed in Fig. 3(a) and Table 1,
revealed that while bare-TiO2 DSSCs achieved a PCE of
0.056% (Voc = 0.52 V, Jsc = 144 mA cm�2, FF = 74.8%), the
melanin-DSSCs exhibited a higher PCE of 0.24% (Voc = 0.47 V,
Jsc = 777 mA cm�2, FF = 64.5%), primarily attributed to the
increased Jsc. The contribution of the melanin to Jsc was
quantified using the incident photon-to-electron conversion

efficiency (IPCE) and integrated photocurrent values ( JIPCE).
As depicted in Fig. 3(b), the bare-TiO2 DSSCs were responsive in
the 325 nm to 400 nm wavelength range, whereas the melanin-
DSSCs displayed an extended photo-response up to 550 nm. These
results confirm melanin’s light-to-electric conversion, as pre-
viously indicated by the UV-vis spectroscopy analysis.

It is also crucial to clarify that the Voc and FF in the melanin-
DSSCs are lower than those in the bare-TiO2 DSSCs. The Voc is
determined by the energy difference between the electron
quasi-Fermi level of TiO2 (EF) and the energy level of the redox
mediator of the iodine (I�/I3

�) electrolyte (Fig. 2(a)); thus, a
decrease in EF leads to a lower Voc. This decrease in EF is
predominantly due to accelerated charge recombination
kinetics between TiO2 electrons and the oxidizing species in
the electrolyte (e.g., I3

� in the iodine electrolyte).47 Similarly,

Fig. 3 Comparing the melanin-DSSC and the unsensitized bare-TiO2 DSSC with charge recombination analysis in dark conditions. (a) J–V curves
obtained under standard AM 1.5G sunlight at 100 mW cm�2, employing a mask to prevent the issue of overestimation. (b) IPCE spectra (solid lines)
measured in DC mode, along with the integrated photocurrent calculated from these IPCE spectra (JIPCE, dotted lines). (c) Schematic representation of
characterizing melanin-DSSCs in dark conditions, demonstrating the occurrence of charge recombination between TiO2 and the electrolyte without any
photoinduced charge transfer process. (d) Dark current curves of the DSSCs. (e) and (f) EIS analyses of the DSSCs: (e) features Nyquist plots with a
corresponding equivalent circuit model obtained at a +0.50 V bias under dark conditions, and (f) shows the variations in electron lifetime as a function of
Vbias ranging from +0.40 V to +0.60 V. The electron lifetime is determined using the equation t = 1/(2pfp), where fp represents the peak frequency found
in the mid-frequency region of the Bode phase plots (refer to Fig. S3, ESI†).

Table 1 Photoelectrochemical parameters for DSSCs

Samplea Voc (V) Jsc (mA cm�2) FF (%) PCEb (%)

Bare TiO2 0.52 144 74.8 0.056
(0.51 � 0.004) (138 � 3) (75.0 � 0.7) (0.053 � 0.002)

Melanin 0.47 777 64.5 0.24
(0.47 � 0.004) (716 � 59) (66.3 � 1.7) (0.22 � 0.02)

a Measured under AM 1.5G 100 mW cm�2 sunlight. b The average and
mean values � standard deviations are shown, as obtained from 8
devices.
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the decrease in FF is also mainly governed by the charge
recombination rate as a function of applied bias.48 In this
context, melanin could play a role in enhancing the charge
recombination kinetics. To investigate recombination kinetics,
we conducted dark current characterization and electrochemi-
cal impedance spectroscopy (EIS) on both melanin-DSSCs and
bare-TiO2 DSSCs; note that charge recombination kinetics
under dark conditions strongly depend on the interactions at
the TiO2 interface with the redox electrolyte.49,50 As depicted
in Fig. 3(d), the melanin-DSSCs exhibit more enhanced dark
current characteristics than the bare-TiO2 cells, indicating
faster charge recombination. This observation is further sup-
ported through the EIS data, as shown in Fig. 3(e) and (f).
The Nyquist plots in Fig. 3(e) reveal the smaller semi-circle in
the mid-frequency range for melanin-DSSCs, indicating that
melanin-DSSCs have a lower charge recombination resistance
(Rrec) of 1156 O compared to 2976 O in bare-TiO2 DSSCs.
Additionally, Fig. 3(f) presents the electron lifetimes as a
function of applied voltage, calculated from the Bode plot of
EIS (Fig. S3, ESI†), displaying a shorter electron lifetime in
the melanin-DSSCs due to accelerated charge recombination.
One explanation for this could be the potential presence of
the previously mentioned melanin semiquinone free radical
units significantly affecting the chance of recombination
events occurring.7 Consequently, the reductions in Voc and
FF in the melanin-DSSCs are primarily attributed to acceler-
ated charge recombination at the melanin-sensitized TiO2

interface.

Understanding melanin electrochemistry in DSSCs

To further understand the electrochemical properties of the
melanin-sensitized TiO2 interface, the devices were investigated
using intensity-modulated photovoltage spectroscopy (IMVS)
and intensity-modulated photocurrent spectroscopy (IMPS).
These small modulated-light perturbation techniques provide
valuable insight into charge transport and recombination
(Fig. 4(a)) in the TiO2 photoanode as a function of incident
light intensity (or electron concentration/photocurrent at that
light intensity). As depicted in Fig. 4(b), IMPS measurements
revealed a significantly lower electron transport time (td) in the
melanin-DSSCs compared to that of the bare-TiO2 DSSCs. This
suggests rapid transport of photoinjected electron carriers
facilitated by melanin interacting with the TiO2 layer. In con-
trast, Fig. 4(c) shows a decreased te in the melanin-DSSCs, as
observed in IMVS measurements, aligning with the findings
from dark current and EIS analyses discussed earlier. Using the
obtained results, the charge collection efficiency (Zcc), diffusion
coefficient (Dn), and diffusion length (Ld), are calculated using
eqn (2), (3) and (4), respectively:

Zcc ¼ 1� td
te

(2)

Dn �
d2

2:35td
(3)

Ld ¼
ffiffiffiffiffiffiffiffiffiffi
Dnte

p
(4)

Fig. 4 Comparative IMPS/IMVS analysis for charge dynamics in melanin-DSSCs and bare TiO2-DSSCs. (a) Schematic depicting the electron flow
pathways during IMPS/IMVS analysis under light illumination, showing charge transport at short-circuit conditions (IMPS) and charge recombination at
open-circuit conditions (IMVS). (b) Electron transport time, (c) electron lifetime, (d) charge collection efficiency, (e) diffusion coefficient, and (f) diffusion
length of the mesoporous TiO2 layer in both the melanin-DSSCs and bare TiO2-DSSCs. For controlled IMPS/IMVS analysis, modulated monochromatic
435 nm (spectral halfwidth 30 nm) light was used together with an electrochemical workstation.
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where d represents the mesoporous film thickness.51,52 As shown
in eqn (2), charge collection efficiency in dye-sensitized solar cells
(DSSCs) represents the proportion of charge carriers successfully
collected by the electrodes. Notably, despite the accelerated
recombination kinetics, the melanin-based DSSCs exhibit higher
charge collection efficiency, attributed to the enhanced charge
transport effect (Fig. 4(d)). Furthermore, the calculated electron
diffusion coefficient indicates the electron mobility while being
transported in the TiO2 layer. Melanin-DSSCs clearly show an
improvement in the electron diffusion coefficient (Fig. 4(e)) and
electron diffusion length (Fig. 4(f)) in TiO2.

On the basis of the preceding analysis, it is proposed that
the enhanced ionic interaction facilitated by the melanin
anchored on the TiO2/electrolyte interface is responsible for
the observed phenomena. The potential porphyrin-like struc-
ture of melanin, containing carboxylates, aromatic amines, and
quinone and catechol moieties, is well known for exhibiting
strong cation interactions, including with lithium ions and
other monovalent ions.53,54 This behavior has been observed
in both melanin and polydopamine-systems alike and is sup-
ported by theoretical calculations confirming metal-ion chela-
tion both inside the porphyrin-like ring centres and at the
catechol moieties.55 The enhanced cation interaction contri-
butes to the charge transport, which is considered an ‘‘ambi-
polar diffusion model’’. Specifically, at the TiO2 interface
surrounded by redox electrolyte with high ionic strength, the
movement of electrons within the conduction band of TiO2 is
closely coupled with the diffusion of cations (e.g., Li+) in the
electrolyte, ensuring electrical neutrality of the TiO2/electrolyte
interface.56,57 Consequently, the enhanced diffusion of cations
at the TiO2 interface results in faster ambipolar charge trans-
port of electrons within the conduction band of TiO2. Further-
more, the accelerated charge recombination kinetics observed
in melanin-DSSCs can be understood within the same context.
The strong cation interaction at the TiO2/electrolyte interface
attracts anions such as I3

� to compensate for charges, resulting
in their close proximity to the surface and thus accelerating
charge recombination.49 A graphical schematic of how the
melanin recombination kinetics differ in DSSCs can be seen
in Fig. S4 (ESI†). Similar observations of charge transport
and recombination in DSSCs have been reported in previous
studies, where the functional groups or donor parts of photo-
sensitizers modify ion attraction at the TiO2 surface.58,59 This
interpretation would also explain why melanin DSSCs are not
working well with the metal-based electrolytes ((Co(3+/2+)(bpy)3)
and (Cu(2+/1+)(dmp)2)) (Fig. 2), because melanin has a high
affinity for the chelation of metal ions.

Long-term stability of melanin-DSSCs

The stability of the dye-TiO2 interface is a central issue in
utilizing natural or synthetic dyes in DSSCs. The catechol and
quinone groups in melanin act as strong binding anchors on
TiO2, promoting a stable dye-TiO2 interface in the redox elec-
trolyte environment. Additionally, the catechol groups in
melanin are known to contribute to its high electrochemical
cycling stability due to their conjugated nature in the melanin

oligomers, as well as stabilization through control of the
chelation of metal ions.60 To assess the long-term stability of
melanin-DSSCs, a light stability test employing a 1 sun LED
solar simulator (wavelength range: 400–1100 nm) at room
temperature (RT) was conducted. As illustrated in Fig. 5, the
melanin-DSSCs exhibited high photo-stability, retaining 96% of
the initial PCE value after 1000 hours. Specifically, the well-
maintained Jsc of 103% implies the robust photochemical
stability of both the structure of melanin and the melanin-
sensitized TiO2 interface under operational conditions. The
observed decrease in Voc (�11%) and the increase in FF
(+5.0%) are likely due to changes in the interaction between
iodine or triiodide and the dye-TiO2/electrolyte interface during
this period.59,61 This result indicates that the melanin performs
a stable light-to-electric conversion for a long period.

Considering the absence of UV exposure in our 1 sun
stability tests and melanin being known for having a high
potential for UV absorption, the logical next step was to
investigate the UV stability of melanin-DSSCs.62 These
cells were exposed to a 365 nm UV lamp at an intensity of
1.80 mW cm�2 (wavelength range: 320–380 nm), comparable
to the AM 1.5G solar spectrum, 300–400 nm range intensity of
1.37 mW cm�2. Contrary to possible expectations of photo-
degradation, surprisingly, 1000 hours of UV exposure resulted
in an unexpected improvement in both Jsc and PCE by +84%
and +73%, respectively (Fig. 5(b) and (d)), where the initial
530 hours showed a sharp increase, followed by a plateau. Also
observed was a decrease in Voc of �13% and an increase in FF
of +8.6%, consistent with the 1 sun stability test results,
indicating potential modifications in electrolyte interaction.
Increased interaction of absorbing iodine species would accel-
erate surface charge recombination after aging, resulting in the
change of Voc.59,61 The champion UV-treated cell (Fig. 5(e))
achieved a PCE of 0.42% (Voc = 0.42 V, Jsc = 1475 mA cm�2, FF =
68.2%), surpassing the untreated device (PCE = 0.24%, Voc =
0.47 V, Jsc = 777 mA cm�2, FF = 64.5%). Comparing their IPCE
results (Fig. 5(f)) revealed that the UV-treated melanin-DSSCs
not only exhibited improved quantum efficiency but also an
extended photo-response up to 650 nm. Regarding the question
of the origin of the Jsc enhancement, there are two further
possibilities: (i) in the field of DSSCs, a few studies have
suggested that prolonged light-soaking can improve Jsc due to
changes in the dye arrangement on the TiO2 surface and in the
electrolyte interaction;63,64 however, this appears unlikely in
our case, considering the negligible change in Jsc observed
during the more intense 1 sunlight stability test. (ii) The
notable improvement under UV light exposure might originate
from compositional and/or structural changes in melanin,
which in turn may enhance light-harvesting and/or charge
transfer properties. The expanded IPCE spectra support this
scenario. For instance, the interaction of the melanin tetramer
structure with abundant iodine species under UV light might
lead to changes in its structural and/or photoelectrochemical
properties. The inclusion of iodine species into conjugated
organic polymers has been reported to result in a bathochromic
shift of the absorption spectrum, which would correlate with
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the increased performance until the maximum, where the
incorporation of iodine would be saturated, explaining the
following plateau of the data.65 Another possible explanation
could be that as observed previously in the literature, a sig-
nificant enhancement of (semiquinone) radical ion concen-
tration under UV light occurred over time, also affecting the
rate of subsequent charge recombination.66 These possibilities
will be explored in more detail in future work. Measurements at
1 sun typically only heat up the sample for a maximum of about
an additional 10 1C and the UV light exposure at the used low
light intensities keeps the sample around RT. Coupled with the
good thermal stability of melanin observed in the literature,67,68

intense thermal degradation of the compounds used in the
constructed devices can be excluded as the cause of these
observed effects. Our long-term testing confirms the robust inter-
face stability of melanin, comparing favorably with that of the
most commonly used natural dyes in DSSCs.69

Conclusions

In this work, both the viability of using melanin as a sustain-
able natural dye in DSSC devices, and potential shortcomings
to overcome in future optimizations of this system were
demonstrated and explained. Using a TiO2 substrate and an
iodine-based electrolyte, process-optimized DSSCs with high
cycling stability and an efficiency of 0.24% before and 0.42%
after treatment with UV-light, higher than previous works

employing synthetic melanin, have been obtained. The pro-
duced melanin films were shown to have a high absorption
range in the UV-vis region, comparable to the theoretical
maximum obtained from computational studies. The short
circuit current increasing over long periods of UV-exposure
might correlate to potential changes in the melanin structure
over time when interacting with the iodine electrolyte. The
enhanced current output upon UV-exposure is a novel property
not commonly observed for comparable polymer compounds
with less hierarchical structuring than melanin. Spectroscopic
and microscopic analyses indicated reasons for good melanin-
TiO2 interaction; the small oligomer size, the presence of the
porphyrin-like tetramer centres, and quinone as well as cate-
chol moieties leading to good surface ion interaction. While
these properties result in a high operating stability of the
system, the main limitations observed for the melanin DSSCs
were the lack of flexibility in electrolyte selection and the high
recombination rate observed from IMPS and IMVS studies,
potentially affected by the presence of semiquinone free radi-
cals. Thus, future work should employ either chemical mod-
ification of melanin by the introduction of functional groups
that can affect the charge transfer kinetics through electron-
withdrawing moieties, or the use of multi-dye systems to care-
fully engineer the band gap of the system to minimize the
chance for recombination, to fully unlock the potential of using
melanin as a natural dye in DSSC applications.70 The sustainability
aspect could be further explored by employing melanin from
different natural origins like fungi, insects, or biological waste.71–73

Fig. 5 Stability assessments of melanin-DSSCs under 1 sun and UV light conditions. This image shows the long-term stability of melanin-DSSCs through
normalized parameters during 1000 hours light soaking, presenting (a) Voc, (b) Jsc, (c) FF, and (d) PCE; the data are averaged across 10 cells, and error bars
represent the standard deviations. The 1 sun stability test (red) was conducted using a 1 sun LED solar simulator and the UV stability test was conducted
using a 365 nm UV lamp. The cells were stored at RT without additional temperature control. (e) and (f) Comparison of the champion cell before and after
the 1000-hour UV stability test: (e) shows J–V curves under standard AM 1.5 G sunlight at 100 mW cm�2, and (f) shows IPCE spectra (solid lines) alongside
the integrated photocurrent calculated from these IPCE spectra (JIPCE, dotted lines).
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In summary, this work has successfully reintroduced melanin into
the picture of natural dyes for DSSCs by process-optimizing the
constructed devices and shedding light on their potential applica-
tions in light-to-electric conversion.

Materials and methods
Materials and reagents

Synthetic melanin (M8631) synthesized from tyrosine by oxida-
tion with hydrogen peroxide was obtained from Sigma-Aldrich.
Deionized water (MQ) was used in a filtered state from a Milli-q
A10 Biocel water purification system with Millipak Express 20
filters purchased from Merck Millipore. Silica wafers, methanol
(reagent grade), and DMSO (reagent grade) were bought from
Sigma-Aldrich and double-sided conductive carbon tape was
obtained from Fisher Scientific. Further details on the used
chemicals and materials are described in the ESI.†

Preparation of devices

Melanin-based DSSCs were prepared consisting of a sensitized
TiO2 photoanode, a redox electrolyte, and a Pt-coated counter
electrode. A photograph of the prepared devices can be seen in
Fig. S5 (ESI†). The TiO2 photoelectrodes were prepared by
employing the TiO2 paste (18NR-AO) on cleaned fluorine-
doped tin oxide (FTO) glass using a screen-printing method
(4 mm � 4 mm). Subsequently, the sensitizing with synthetic
melanin was performed by immersing the film into the syn-
thetic melanin solution (10 mg in a 20 mL mixture of DMSO
and MeOH (1 : 19, vol : vol)) for 16 h. The Pt-coated counter
electrodes were prepared by using a brushing method, applying
a 10 mM H2PtCl6�6H2O (B40% Pt, Sigma-Aldrich) ethanol
solution onto cleaned FTO glass. The prepared photoanode
and the counter electrode were assembled into a sandwich-type
cell and sealed with a 25 mm-thick thermoplastic sealing film
(Meltonix 1170-25). The interspace of the sandwich cell was
filled with a redox electrolyte using a vacuum filling technique.
Detailed preparation procedures can be found in the ESI.†

Material characterization

Raman experiments were performed at RT in a confocal set-up
using a LabRAM HR Raman Instrument (Horiba) with a
514.5 nm Argon ion laser. The bulk melanin powder samples
were placed onto rinsed glass slides and observed using a 100�
objective lens. Employing a D 0.3 filter while using an acquisi-
tion time of 15 s, the Raman spectra were recorded from
3500 nm to 100 nm. The gathered data was analyzed using
the Origin 2022 and LabSpec 6 software.

For the SEM investigations, melanin was dispersed in MQ
and sonicated using a probe-sonicator at 6 Horn, 200 W, T-on =
2.0, and T-off = 1.0 inside a 0 1C ice bath for 10 min to produce a
powder that attaches easily to the selected substrate and was
drop-cast on a silica wafer. The wafer was dried under a static
vacuum overnight using a desiccator with sodium sulfate as a
drying agent. Using double-sided carbon tape, the wafer was
then ground onto the stub used for SEM and coated with Pt for

a few nm, in order to lower charging side effects during
imaging. The sample microstructures and morphology were
analyzed with a field-emission scanning electron microscope
(FE-SEM 6240F, JEOL) using a relatively low value (5.0 kV) beam
energy in order to prevent beam damage of the sample. The
images produced were recorded at different magnifications
between 150k and 10k.

Computational methods

GW-BSE calculations were performed using MOLGW version
3.2.74 First, a G6W0 calculation was performed, directly followed
by a BSE (Bethe–Salpeter equation) calculation.75–77 Both were
performed at the BHLYP/cc-pVDZ(-RI) level of theory. For all
calculations, the frozen core approximation was applied and
the melanin gas phase ‘‘6 H structure’’ tetramer described in
previous works, consisting of four semiquinone units, was used
as an approximation for the melanin structure, giving the
absorption energy of the system at different wavelengths that
can be converted into a simulated UV-vis spectrum.36,37 The
spectrum was normalized to 1 at the first overall maximum and
shifted to the location of that peak in the empirical data to
accommodate for solvation effects and ensure comparability
between the data. The plot of the raw simulated data can be
found in Fig. S6 (ESI†).

Electrochemical characterization of the DSSC devices

The performance of the fabricated DSSC devices was measured
using the PEC-L01 (Peccell) solar spectrum simulator system.
Before measurement, the system was calibrated to standard AM
1.5G conditions using a certified Si reference cell, PEC-SI01
(Peccell). The J–V curves of the solar cells were obtained by
scanning voltages from �0.1 to 0.6 V at a scan rate of 50 mV/s
with incremental voltage steps of 10 mV. For IPCE investigations,
the PEIPCE 120 system (HS Technologies) with a 150 W xenon arc
lamp was employed. The IPCE of the solar cells was measured
under the AM 1.5G condition, which was calibrated using the
PEC-SI02 (Peccell) Si reference cell. EIS data were measured at a
forward bias of 0.50 V under dark conditions. The Nyquist plots
were obtained from EIS measurements with 10 mV of perturba-
tion amplitude within a frequency from 106 to 10�1 Hz. IMPS/
IMVS analyses were conducted using an electrochemical work-
station (ZENNIUM XPOT, ZAHNER-elektrik GmbH & Co. KG),
equipped with a light-emitting diode and its corresponding con-
trol system. Further descriptions of the photoelectrochemical
measurements are found in the ESI.†
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