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Chemical bath-deposited SnO, has been widely used as an electron transport layer for high-efficiency
perovskite solar cells (PSCs). However, the solution-processed SnO, has —OH groups on its surface due
to proton-rich condition, which degrades the stability and efficiency of PSCs. In this study, we report on
an effective way to reduce the density of surface hydroxyl groups on SnO, and thereby improve the
stability and efficiency of SnO,-based PSCs. Post-treatment of as-prepared SnO, layer with halogen-
substituted thiophenol, specifically 4-fluorothiophenol, results in substantial reduction of surface
hydroxyl groups as confirmed by X-ray photoelectron spectroscopy and X-ray absorption near edge
structure. Hydroxyl groups are found to act as defect sites since interfacial charge transfer and carrier
lifetime of perovskite are improved by post-treatment. As a result, power conversion efficiency (PCE) is
enhanced from 21% to 23% by substitution of surface hydroxyl with 4-fluorothiophenol. Moreover,
a stability test for 500 h reveals that 90% of initial PCE is maintained for perovskite deposited on the
surface-modified SnO,, while a significant degradation by more than 40% is observed for that formed on
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1. Introduction

Perovskite solar cells (PSCs) have been intensively studied since
the first stable 9.7% efficient solid-state PSC reported in 2012,*
which eventually led to a power conversion efficiency (PCE) of
25.7%* that surpassed the PCEs of conventional thin-film
technologies based on CIGS and CdTe.** High-efficiency PSCs
reported are typically based on n-i-p structure, where an elec-
tron transport layer (ETL) is deposited on a transparent
conductive oxide and a hole transport layer is formed on the
perovskite layer. TiO, and SnO, have been widely used for
ETLs.>™® Amorphous-like SnO,, specifically for PSCs, is more
beneficial than high-temperature-annealed TiO, due to lower
temperature processing. In terms of coating SnO,, as far as we
are aware, the chemical bath deposition (CBD) method was
reported to be the most efficient among the studied methods for
high-efficiency PSCs.”® Solution-processed SnO,, however, was
reported to have oxygen vacancies and surface hydroxyl
defects,"** which tend to degrade the photovoltaic perfor-
mance of PSCs. Thus, it is necessary to passivate the surface
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untreated SnO,. Pinholes generated at the perovskite/SnO, interface are reduced by surface
modification with 4-fluorothiophenol, which is responsible for the improved stability.

defects of solution-processed SnO, in order to reduce the trap
state between SnO, and perovskite layer. Ionic salts such as
KCL** KF,' and NH,F," functional organic compounds like
zwitterions,"”  self-assembled = monolayers,’***  2-methyl-
benzimidazole,* benzylamine hydrochloride,” and phos-
phate® were proposed as chemicals for passivating the surface
of SnO,. For instance, NH,F treatment modified surface
hydroxyl groups by inducing Sn-F chemical bonding via
capturing the surface hydroxyl anions by NH*",** and for the
case of zwitterions,'” anions were anchored on the SnO, surface
and cations interacted with the perovskite interfacial layer.
Besides reducing trap state by passivation, the strategy of
lowering the SnO,/perovskite interfacial energy barrier was
attempted by using benzylamine hydrochloride®* and phos-
phate.”® Those studies indicate that bifunctionality of the
passivation agents plays an important role at heterogeneous
interface. It was also reported that the surface modification of
the SnO, layer could alter the perovskite grain size and
morphology.> Thus, the bifunctionality for chemical interac-
tion and the modified surface for perovskite crystal growth are
simultaneously considered when selecting a passivation mate-
rial. With this selection strategy, we are interested in a molecule
with thiol and halogen for bifunctionality that are attached in
a m-electron resonance structure in ¢rans position benefiting
charge transport, an example of which is 4-fluorothiophenol.
Unlike ionic passivation materials, we are also interested in

J. Mater. Chem. A, 2023, 11, 3673-3681 | 3673


http://crossmark.crossref.org/dialog/?doi=10.1039/d2ta08488k&domain=pdf&date_stamp=2023-02-11
http://orcid.org/0000-0001-6480-4743
http://orcid.org/0000-0003-2368-6300
https://doi.org/10.1039/d2ta08488k
https://doi.org/10.1039/d2ta08488k
https://pubs.rsc.org/en/journals/journal/TA
https://pubs.rsc.org/en/journals/journal/TA?issueid=TA011007

Published on 16 janar 2023. Downloaded on 19.10.2025 2:39:08 e paradites.

Journal of Materials Chemistry A

perovskite morphology grown on the 4-fluorothiophenol mole-
cules covering the SnO, surface.

Here, we report on the effect of SnO, surface modification
with 4-fluorothiophenol on the photovoltaic performance of
PSCs. X-ray photoelectron spectroscopy (XPS), scanning elec-
tron microscopy (SEM) and X-ray absorption near edge structure
(XANES) were used to understand surfaces before and after
modification. Photoluminescence, impedance and bias-voltage-
dependent current were investigated to understand the effect of
the surface modification on optical and electrical properties.
Stability was also tested. We have found that all the photovoltaic
parameters were improved by the 4-fluorothiophenol treatment
of the SnO, layer due to the improved interface and much better
stability was also observed.

2. Results and discussion

XPS was used to verify the existence of 4-fluorothiophenol on
the surface of the SnO, and understand the interaction between
4-fluorothiophenol and SnO,. Fig. 1(a) and (b) show the O 1s
peak for the SnO, films before and after surface modification by
4-fluorothiophenol (hereafter FT-SnO,). The peak was decon-
voluted into two peaks that can be assigned to a hydroxyl group
on the SnO, surface at ~532 eV and the oxygen in SnO, lattice
(O-Sn) at ~530.1 eV."** It is noted that the intensity of the OH
peak is reduced after modification. Although quantitative
analysis is hard to realize from the XPS data, the intensity ratio
of the OH peak to the O-Sn peak, Iou/lo-sn, is used to measure
the change in Iy before and after surface modification. Ioy/Io-
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sn 1S decreased from 2.20 to 1.02 by surface modification. This
indicates that surface OH is reduced by surface modification
(this does not mean the increase of O-Sn). In addition, the
existence of 4-fluorothiophenol in FT-SnO, is confirmed from
the F 1s XPS data (Fig. 1(c)). In the Sn 3d XPS data in Fig. 1(d),
two distinct peaks observed are assigned to Sn 3ds,, centered at
487.00 eV and Sn 3d;/, centered at 495.40 eV for the bare SnO,,
corresponding to Sn**, which shifts to higher binding energy of
487.30 eV and 495.70 eV after surface modification. This indi-
cates that electron density around Sn is reduced probably due to
forming partially either -Sn-F- or -Sn-S-. Since surface OH is
reduced after modification as confirmed by O 1s XPS, interac-
tion of SnO, with hydrogen in the thiol group of 4-fluo-
rothiophenol can be excluded. We have examined O 1s for 4-
bromothiophenol-treated SnO, (BrT-SnO,), which is compared
with that for FT-SnO, (Fig. S1(a)t). The Iou/lo-sn ratio is lower
for BrT-SnO, than for FT-SnO,, which is indirect evidence of the
interaction between Sn and halogen in halothiophenol rather
than Sn-S interaction. In addition, Sn 3d XPS data in Fig. S1(b)f
show that binding energy gradually shifts to higher value in the
following order: FT-SnO, > BrT-SnO, > bare SnO,. This also
supports the interaction between Sn and Br or F. It was reported
that Sn 3d peaks shifted to higher binding energy after incor-
poration of 2,2,2-trifluoroethanol into SnO, due to Sn-F inter-
action.”® It was also reported that the Sn 3d XPS peak for the Sn—-
F bond was slightly higher than that for the Sn-O bond.?” In the
case of interaction of fluorine with tin, the thiol functional
group is expected to interact with perovskite for the perovskite
deposited on FT-SnO,. Since this FT-SnO,/perovskite interface
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Fig.1 O 1s XPS data for (a) bare SnO, and (b) SNO, modified with 4-fluorothiophenol (FT-SnO,). (c) F 1s and (d) Sn 3d XPS spectra of bare SnO,
and FT-SnO.. (e) Pb 4f XPS spectra and (f) Pb L3 edge XANES spectra of FAPbIs black powder and FAPbls-coated FT-SnO, powder. XANES spectra
of metal Pb and Pbl, were measured for reference. Inset shows XANES data of the rectangular dashed line region.
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is hard to directly measure by XPS, we measured Pb 4f XPS
spectra with a powder sample obtained by forming perovskite
on the FT-SnO, powder that was dispersed in perovskite
precursor solution. Pb 4f XPS spectra in Fig. 1(e) show that the
binding energies of Pb 4f peaks for the FAPbI; formed on FT-
SnO, (137.95 eV for Pb 4f;,, and 142.78 eV for Pb 4f;,,) are lower
than those for pure FAPbI; powder (138.15 eV for Pb 4f;,, and
143.03 eV for Pb 4fs;). This indicates that electron density
around Pb is increased, presumably due to electron donation
from Lewis basic sulfur in the thiol group to Pb. Pb L3-edge
XANES data in Fig. 1(f) confirm a slight reduction of Pb ion
for FAPDbI; deposited on FT-SnO, powder as compared to FAPbI;
formed on bare SnO,, which is well consistent with the XPS
result. Furthermore, energies of valence band maximum (Evg)
and conduction band minimum (Egg) of SnO, are found to be
upshifted from —9.33 eV to —9.13 eV and from —5.34 eV to
—5.14 eV, respectively, by the surface modification according to
ultraviolet photoelectron spectroscopy (UPS) data analysis
combined with Tauc plot in Fig. S2,T where Eyy is estimated by
using the equations Eyg = Ey — Ep cdge (Ep and Ep cqqe Fepresent
Fermi level and Fermi edge binding energy, respectively) and Eg
= 21.22 — Ecuofr (cut-off binding energy).?®*?*® Egg is then esti-
mated by Ecp = Evg + E, (bandgap energy), where E, is obtained
from Tauc plot. Parameters for estimating Eyg and Ecg are listed
in Table S1f, where parameters measured with FAPbI; perov-
skite are also listed. An energy band diagram constructed based
on the observed values is schematically presented in Fig. S2,T
where electron injection from perovskite to FT-SnO, is ener-
getically favorable. Work function (WF), represented by Ey, is

o
)
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lowered from 5.37 eV to 5.30 eV by the surface modification. It
was reported that change in WF was linearly proportional to
dipole moment.** A relatively small change in WF is due to a tiny
dipole moment of 0.04 D for 4-fluorothiophenol.** The change
in WF and band energies of the FT-SnO, layer is expected to be
beneficial for charge collection and open-circuit voltage (Vy).*>
To investigate the coverage of 4-fluorothiophenol on the SnO,
layer, X-ray energy dispersive spectroscopy (EDS) mapping was
conducted (Fig. S3f), where fluorine element is uniformly
distributed in the FT-SnO, layer.

The effect of halogen-substituted thiophenol (4-bromothio-
phenol, 4-chlorothiophenol and 4-fluorothiophenol) on photo-
voltaic performance was investigated. As compared to the PCE
of a device based on bare SnO,, post-treated SnO,-based devices
show higher PCEs (Fig. S4t). It is noted that photovoltaic
performance is likely to depend on halogen, where PCE
becomes lower in the following order: FT-SnO, > BrT-SnO, >
CIT-SnO,, where BrT-SnO, and CIT-SnO, represent 4-
bromothiophenol-treated SnO, and 4-chlorothiophenol-treated
SnO,, respectively. Comparative study between thiophenol
without halogen substituent and 4-fluorothiophenol in Fig. S5t
reveals higher performance for FT-SnO, than thiophenol-
treated SnO, (T-SnO,). Since FT-SnO, showed better photovol-
taic performance than the other two candidates of BrT-SnO,
and CIT-SnO,, further studies were carried out with FT-SnO,
and compared with bare SnO,.

Fig. 2(a) compares current density-voltage (J-V) curves of
best performing n-i-p type PSCs before and after surface treat-
ment with 5 mM 4-fluorothiophenol, where optimal
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(a) J-V curves of the best performing PSCs based on bare SnO, and FT-SnO,. Solid and dashed lines represent reverse scan (RS) and

forward scan (FS), respectively. (b) EQE and integrated Jg. of the best performing PSCs based on bare SnO, and FT-SnO,. Statistical photovoltaic
parameters of (c) Jsc, (d) Ve (e) FF and (f) PCE for PSCs based on bare SnO, and FT-SnO,. Data were collected under 1 sun illumination with

devices having an aperture area of 0.125 cm?.
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Table 1 Photovoltaic parameters of the best performing PSCs based
on bare SnO, and FT-SnO,

ETL Scan direction J, (mAcm ) V. (V) FF (%) PCE (%)
Sno, Reverse 25.085 1.1231 75.58 21.29
SnoO, Forward 25.032 1.1180 75.75 21.20
FT-SnO, Reverse 25.223 1.1355 79.70 22.83
FT-SnO, Forward 25.288 1.1327 80.60 23.09

concentration is determined from the study of the effect of 4-
fluorothiophenol concentration on photovoltaic parameters
(Fig. S6T). PCE averaged out from reverse and forward scanned
data is enhanced from 21.15% to 22.96% as a result of the
surface treatment due to a significant increase in fill factor (FF)
along with a slight increase in both photocurrent density (/)
and V,.. The relevant photovoltaic parameters are listed in
Table 1. External quantum efficiency (EQE) in Fig. 2(b) shows
a slight increase in the wavelength ranging from 350 nm to
400 nm for FT-SnO,, which is indicative of an improved charge
collection efficiency due to the surface modification at the
electron collecting layer in the n-i-p structure.®® Statistical
photovoltaic parameters are shown in Fig. 2(c-f). Bare SnO,-
based PSCs show mean J,. of 24.998 4 0.248 mA cm ™2, V,. of
1.1189 £ 0.0144 V and FF of 75.22 + 2.40%, leading to a mean
PCE of 20.88 + 0.80%, whereas FT-SnO,-based ones demon-
strate an improved mean PCE of 22.82 + 0.58% due to the
enhanced mean J,. of 25.231 & 0.400 mA cm ™2, V,,. of 1.1336 +
0.0061 V and FF of 80.25 £ 2.58%. Stabilized power output
(SPO) at maximum power point shows that 89.1% of SPO
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(20.2%) was maintained after 2000 s for the bare SnO,, whereas
the FT-SnO,-based device demonstrates more stable PCE of
94.4% of SPO (21.5%) after 2000 s (Fig. S7t). A substantial
increase in FF is in part ascribed to the increased conductivity of
SnO, after 4-fluorothiophenol modification (Fig. S8t). The
degree of enhancement in photovoltaic performance after
surface treatment of the CBD-based SnO, in this work is
compared with those reported elsewhere (Table S27), where
a slight enhancement from 22.4% to 23.2% and 19.69% to
21.24% was observed due to the slightly enhanced V,,. and/or FF
without alteration of Ji. (relevant references are in the ESIT).
This tendency is consistent with what we observed in this work.
For the case of spin-coated SnO, in Table S27, J. seems to be
enhanced after surface treatment of SnO, due to the enhanced
surface coverage resulting from surface treatment.

SEM images show that surface morphology of the perovskite
layer does not seem to be affected by the surface modification.
However, perovskite grains are increased to ~1000 nm upon
deposition on the FT-SnO, layer as compared to the mean size
of ~850 nm grown on the bare SnO, layer (Fig. 3(a and b)). X-ray
diffraction (XRD) data show little change in crystal structure of
the perovskite film before and after surface modification of
SnO, (Fig. 3(c)), which might be related to the surface rough-
ness* being unaffected by the passivation (Table S3t). In
addition, absorption onset and absorbance of the perovskite
films are also unaffected by the surface modification (Fig. 3(d)).
Optical transmittance (Fig. S91) and morphological and topo-
graphical properties (Fig. S10t) of SnO, are hardly changed by
the surface passivation, which seems to be responsible for little
change in both absorbance and morphology of perovskite.

.
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Fig.3 Top-view SEM image of the perovskite layer coated on (a) bare SNO, and (b) FT-SnO,. Insets show grain size distribution. (c) XRD patterns
of the perovskite films formed on SnO,- and FT-SnO,-coated FTO substrate. (d) Absorbance of the perovskite films deposited on SnO,- and FT-

SnO,-coated glass substrate.
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Fig. 4 (a) SSPL and (b) TRPL of perovskite films deposited on SnO,- and FT-SnO,-coated FTO substrate. Perovskite film formed on a plane glass
substrate was also measured as reference. Dark current density—voltage curves of electron-only devices: (c) FTO/SnO,/perovskite/PCBM/BCP/
Au and (d) FTO/FT-SnO,/perovskite/PCBM/BCP/Au. The different regions were fitted to obtain V1¢,. (e) Nyquist plots of PSCs based on SnO, and
FT-SnO, measured at a bias voltage of 0.8 V under one sun illumination. Inset shows an equivalent circuit to fit the data. (f) R as a function of
applied voltage extracted from the Nyquist plots. Inset shows R at high voltage bias region.

Table 2 Parameters obtained by fitting TRPL data

T1 T2 Tavg
Sample (ns) Ay (%) (ns) Ay (%) (ns)
SnoO, 5.7 52.94 70 47.06 64.6
FT-SnO, 5.0 55.17 48 44.83 43.1

Thus, the increased Ji. might be related an improved charge
collection efficiency and/or charge extraction capability.

To understand the effect of surface passivation of the SnO,
layer on electron extraction and carrier lifetime of the perovskite
layer, steady-state photoluminescence (SSPL) and time-resolved
photoluminescence (TRPL) were investigated. SSPL in Fig. 4(a)

This journal is © The Royal Society of Chemistry 2023

shows that PL is quenched more effectively for FT-SnO, than for
bare SnO,, which indicates that electron transfer from perov-
skite to SnO, is improved by the surface modification. Decay in
PL intensity of TRPL data in Fig. 4(b) is fitted using a biexpo-
nential decay equation,

t— 1 t—t
0) +A2exp( — O) , where the fast
T1 T2

decay time (7,) and the slow decay time (t,) are related to the
charge extraction by ETL and radiative recombination in bulk
perovskite film, respectively.>*** Average life time (7ayg) is
calculated using the equation
Tavg = (A17T12 + A372?)/(A171 + Ap72). Parameters obtained by
fitting TRPL data are listed in Table 2, where 7, and 7, decrease
from 5.7 ns to 5.0 ns and from 70 ns to 48 ns, respectively, after

I1=1 +Alexp( —
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Fig. 5 (a) Comparison of normalized PCE of PSCs based on bare SnO, and FT-SnO,. The devices were stored in the dark at room temperature
and under relative humidity of 25 4+ 10% for 500 h. Cross-sectional SEM images of the 500 h-aged PSCs based on (b) bare SnO, and (c) FT-SnO,.

surface modification. As a result, t,,, decreases from 64.6 ns to
43.1 ns, which indicates that electron transfer is kinetically
favorable for FT-SnO,. Space-charge-limited current (SCLC) was
measured with an electron-only device of FTO/SnO, (or FT-
SnO,)/perovskite/PCBM/BCP/Au to investigate defect density,
where dark current-voltage curves in Fig. 4(c) and (d) are
analyzed as follows. There are three typical regions depending
on bias voltage: ohmic at low voltage, trap-filled-limited at
medium voltage and child region at high voltage. The trap-
filled-limited voltage (Virgy) is estimated by the relation Vig, =
gne?/2e0e, where L, g, n,, ¢ and e are the thickness of the
perovskite (580 nm in this study), the electric charge (1.602 x
10'° C), the trap density, the vacuum permittivity (8.8542 x
107" F em™") and the dielectric constant of perovskite,
respectively.’” ¢ is calculated using the geometrical capacitance
at 1.0608 x 10" Hz obtained from capacitance-frequency plots
(Fig. S111).>° All parameters are listed in Table S47. It is found
that n, decreases from 6.42 x 10*®> cm > to 4.95 x 10*®> cm > due
to the fact that Vg, is lowered from 0.563 V to 0.407 V as a result
of the surface passivation of SnO, with 4-fluorothiophenol.
Since surface passivation of SnO, decreases the defects of the
perovskite film, defects are assumed to be concentrated at the
SnO,/perovskite interface. In addition, electrochemical imped-
ance spectroscopy (EIS) was used to understand transfer resis-
tance. Fig. 4(e) shows Nyquist plots measured at a bias voltage
of 0.8 V under illumination, which were fitted with an equiva-
lent circuit having series resistance (R;), charge transfer resis-
tance (R.;) and constant phase element (CPE), which are listed
in Table S5t. R is decreased from 151.5 Q to 139.4 Q upon
surface passivation of SnO,, which implies that FT-SnO, is more
beneficial for electron extraction than bare SnO,.°® TRPL, SCLC
and EIS studies explain well the basis for the increased V,. and
FF as well as Jg.

3678 | J Mater. Chem. A, 2023, 11, 3673-368I

Long-term stability was investigated to determine any posi-
tive effect from the FT-SnO,. Fig. 5(a) compares PCE of PSC
based on FT-SnO, with that based on bare SnO,, where the
devices were stored for 500 h at ambient condition without
encapsulation. The perovskite deposited on bare SnO, shows
a quick degradation leading to 59.7% of initial PCE after 500 h;
on the other hand, the perovskite formed on FT-SnO, maintains
90% of initial PCE after 500 h. This superior stability observed
by surface passivation of SnO, with 4-fluorothiophenol under-
lines that the interface between SnO, and perovskite is critical
in degradation. The cross-sectional SEM images of the 500 h-
aged PSCs are compared. As compared to the PSC based on
FT-SnO, in Fig. 5(c), pinholes are generated at the interface for
the perovskite film deposited on bare SnO, (Fig. 5(b)). Pinholes
are formed at specific sites, not at all the interfaces, which
indicates that there are sites for creating pinholes. However, it
cannot be ruled out that some of pinholes might exist before
aging in the bare SnO,/perovskite interface because pinholes
can be induced by unwetted perovskite on bare SnO,. We
confirm that no pinholes are detected for both SnO, and FT-
SnO, (Fig. S121). Thus, pinholes after aging result from degra-
dation. It was reported that hydroxyl defects on SnO, surface
could deprotonate methylammonium ion (MA') and thereby
pinholes were generated in the vicinity of the perovskite/SnO,
interface.*®**° Therefore, no pinholes generated for the perov-
skite film deposited on the FT-SnO, is attributed to the effective
passivation of hydroxyl defects by 4-fluorothiophenol.

3. Conclusions

In this work, we have studied the effect of passivation of SnO,
surface defects on photovoltaic performance and stability of
PSCs. Post-treatment of the annealed SnO, film with 4-
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fluorothiophenol reduced the density of hydroxyl groups on the
SnO, surface, which eventually improved the stability of PSCs.
Bare SnO, with more hydroxyl groups produced pinholes near
the interface between perovskite and SnO,, which was respon-
sible for degradation. On the other hand, no pinholes were
found for the perovskite deposited on FT-SnO, due to the
substantial reduction of hydroxyl groups. Furthermore, surface
passivation with 4-fluorothiophenol improved electron extrac-
tion from perovskite to SnO, and carrier lifetime of the perov-
skite layer, which led to an improvement of J,., V,. and FF. We
demonstrated a PCE over 23% together with stability main-
taining 90% of initial PCE after 500 h. A negative influence of
hydroxyl groups on the SnO, surface was found from this work
and passivation of hydroxyl groups with halogen-substituted
thiophenol was one effective way to improve stability and effi-
ciency of PSCs.

4. Experimental
4.1. Material synthesis

Formamidinium iodide (FAI) powder was synthesized by
reacting 30 mL of HI (57 wt% in H,O, Sigma-Aldrich) and 15 g of
formamidinium acetate (99%, Sigma-Aldrich) in an ice bath for
1 h with stirring. The precipitates were collected by using
a rotary evaporator at 65 °C. The collected FAI powder was
purified by dissolving in ethanol and then adding diethyl ether
(99%, SAMCHUN), which was dried in a vacuum chamber for
48 h.

Formamidinium lead triiodide (FAPbI;) black powder was
synthesized by mixing 1.6 M as-synthesized FAI and PbI,
(99.99%, TCI) in y-butyrolactone (GBL, 99.5%, SAMCHUN) and
heating at 130 °C for 2 h under vigorous stirring. The black
powder was washed with acetonitrile (ACN, 99.9%, SAMCHUN)
and diethyl ether several times, which was followed by drying at
150 °C for 30 min.

Methylammonium lead tribromide (MAPbBr3) single crystals
were synthesized by mixing 1.4 M methylammonium bromide
(MABr, 99.99%, Greatcellsolar) and PbBr, (98%, TCI) in dime-
thylformamide (DMF, 99.8%, Sigma-Aldrich), where the solu-
tion was heated at 110 °C for 2 h. To remove unreacted
chemicals, the single crystals were washed with ACN and diethyl
ether several times, which were then dried at 100 °C for 30 min.

4.2. Device fabrication

Fluorine-doped tin oxide (FTO) glass (Asahi) was cleaned by
successive sonication in detergent, deionized water, acetone
and ethanol for 15 min. Prior to deposition of SnO,, UV-ozone
(UVO) treatment was performed on the cleaned FTO
substrates for 30 min. For CBD to prepare SnO, film, the coating
solution was prepared by mixing 137.5 mg of SnCl,-2H,0
(99.99%, Sigma-Aldrich), 625 mg of urea (99%, Sigma-Aldrich),
625 uL of HCI (37 wt%, Sigma-Aldrich), 12.5 pL of thioglycolic
acid (99%, Sigma-Aldrich) and 50 mL of deionized water, in
which the cleaned FTO was dipped at 90 °C for 4 h. After CBD,
the SnO,-coated FTO substrate was washed with deionized
water and isopropanol for 10 min using sonication, which was
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followed by heating at 185 °C for 30 min. For the post-treatment
of the SnO, layer, a 5 mM ethanol solution of 4-fluo-
rothiophenol was spin-coated at 3000 rpm for 20 s, which was
followed by annealing at 150 °C for 10 min. Perovskite precursor
solution was prepared by mixing 844 mg of the as-made FAPbI;
powder, 6.4 mg of MAPbBr; single crystals, 17.9 mg of MACI
(99.99%, Greatcellsolar), 718.5 pL of DMF, 99.1 uL of dimethyl
sulfoxide (DMSO, 99.9%, Sigma-Aldrich), 25 pL of KI (99.99%,
Sigma-Aldrich) stock solution (8.85 mg of KI was dissolved in
1 mL of DMF). The perovskite precursor solution was spin-
coated on the SnO,-coated FTO substrate at 1000 rpm for 5 s
and then 5000 rpm for 20 s, where 1000 pL of diethyl ether
(99.9%, Sigma-Aldrich) was dropped on the rotating substrate at
5 s before ending the spinning program. The as-deposited
perovskite film was annealed at 150 °C for 10 min. After cool-
ing down the substrate, spiro-MeOTAD (2,2',7,7"-tetrakis[N,N-
di(4-methoxyphenyl)amino]-9,9"-spirobifluorene) was  spin-
coated at 3000 rpm for 20 s using 20 pL of the solution. The
spiro-MeOTAD coating solution was prepared by dissolving
90 mg of spiro-MeOTAD, 39.5 pL of 4-tert-butylpyridine (¢BP,
98%, Sigma-Aldrich), 23 pL of bis(trifluoromethane)sulfoni-
mide lithium salt (LiTFSI, 99.95%, Sigma-Aldrich) stock solu-
tion (520 mg of LiTFSI was dissolved in 1 mL of ACN) and 10 pL
of bis(trifluoromethylsulfonyl)imide cobalt(m) salt (Co(TFSI)s,
99%, Lumtec) stock solution (375 mg of Co(TFSI); was dissolved
in 1 mL of ACN) in 1 mL of chlorobenzene (99.8%, Sigma-
Aldrich). Finally, an 80 nm-thick Au electrode was deposited
by thermal evaporation.

4.3. Optoelectronic and photovoltaic characterizations

Current density-voltage (J-V) curves were measured using
a Keithley 2400 source meter under AM 1.5 G one sun illumi-
nation (100 mW cm™?) generated by a solar simulator (Oriel Sol
3A class AAA) equipped with a 450 W xenon lamp (Newport 6280
NS). The one sun intensity was adjusted by a NREL calibrated Si
solar cell with a KG-2 filter. The device was covered with an
aperture metal mask with area of 0.125 cm” during measure-
ment. All J-V curves were measured at scan rate of 130 mV s~ .
XRD data were obtained using a Rigaku Smart Lab diffractom-
eter with Cu K, radiation (1 = 1.5406 A) at a scan rate of
4° min~' and step size of 0.02°. Optical absorption was
measured using a UV-visible spectrometer (Lambda 45, Perki-
nElmer). SEM (JSM-7600F, JSM-IT800, JEOL) images were ob-
tained to investigate cross-sectional PSCs. Elemental
distribution on the surface of SnO, was observed by EDS using
SEM. EQE spectra were collected by using an QEX-7 series
system (PV Measurements Inc.) in which a monochromatic
beam was generated by a 75 W xenon source lamp (USHIO,
Japan) under DC mode. SSPL was measured using a fluores-
cence spectrometer (Quantaurus Tau C11367-12, Hamamatsu).
Perovskite films were photoexcited with a 464 nm laser pulsed
at a frequency of 10 MHz and then the emitted PL was collected
by a photomultiplier tube (PMT) detector (PMA 182, Pico Quant-
GmbH) at 805 nm. For TRPL measurement, a repetition
frequency of 2 MHz was used. XPS was carried out with an
ESCALAB250 instrument (Thermo Fisher Scientific) by using
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a monochromatized Al source (hv = 1486.6 eV). Binding energy
was calibrated with respect to C 1s peak of 284.6 eV. UPS was
conducted by using an ESCALAB 250 instrument (Thermo
Fisher Scientific) with He I (21.22 eV). XANES measurements
were conducted at the PLS-II 10C PAL beamline of Pohang
Accelerator Laboratory (PAL). With an X-ray incident angle of
0.5°, the data were collected with fluorescence mode. The
XANES spectra were calibrated as the first derivative of X-ray
absorption coefficient (u(E)) for the Ls-edge energy of Pb foil
(13035 eV) measured simultaneously with the sample. For
background reduction, the pre-edge condition and normaliza-
tion condition were set from —150 eV to —45 eV and 150 eV to
871.7 eV, respectively. All the data fitting processes were con-
ducted through ATHENA.** EIS measurement data were ob-
tained from an Autolab electrochemical working station with an
amplitude of 20 mV at voltage ranging from 0.0 V to 1.0 V under
one sun illumination. The frequency range was 1 MHz to
850 Hz.
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