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NZVI modified magnetic filter paper with high
redox and catalytic activities for advanced water
treatment technologies†

K. K. R. Datta,a E. Petala,ab K. J. Datta,a J. A. Perman,a J. Tucek,a P. Bartak,c

M. Otyepka,a G. Zoppellaro*a and R. Zboril*a

The in situ synthesis of air-stable zero-valent iron nanoparticles

(NZVI) embedded in cellulose fibers leads to the assembly of highly

reactive magnetic filter papers. These engineered materials display

a wide range of applications in the treatment of wastewater and

drinking water, including chromium removal, phenol degradation,

environmental bioremediation, and catalysis.

The design of nanostructured magnetic materials engineered for
environmental applications represents the forefront of research
in the field of applied materials sciences.1 Among others, the
nanoscale zero-valent iron (NZVI) is one successful example of a
highly-efficient environmentally friendly nanosystem currently
used for the treatment of ground water contaminated by various
inorganic/organic pollutants.2 NZVI acts through redox chemistry
and/or sorption processes2a,3 and has been employed in the
environmental removal of many emerging pollutants including
arsenic, halogenated hydrocarbons, phosphorus, heavy metals,
radio-nuclides or cyanobacteria.4 Despite being highly effective
against several harmful contaminants, NZVI exhibits some physical
weaknesses that still limit the spectrum of its direct application in a
broader range of bioremediation scenarios mainly in the treatment
of waste and drinking water. The key limitations are intimately
connected to its strong tendency towards aggregation, rapid sedi-
mentation and its oxophilicity.5 Depending on the environmental
conditions (e.g., pH of soil and/or water, oxygen content), these
properties may lead to a decrease in the activity of NZVI after

exposure to the pollutants, a factor that can severely restrict
its operational time-window.2a,6 Much research effort has been
directed towards the engineering of active and long-lasting NZVI
systems.2b So far, one of the most promising approaches described
in the literature relies on the NZVI inclusion into host materials
such as polymers,7 porous solids,8 functionalized clays,9 and
graphene sheets.10 These host materials act in a way to limit the
agglomeration proclivity of NZVI and, in turn, to promote their
activity compared to unsupported nanoparticles. Cellulose fibers
can be considered as good supports for NZVI, and may offer several
advantages with respect to the currently explored host materials.
For example, the common laboratory filter paper (thereafter abbre-
viated as FP) can deliver such an appealing alternative for the
assembly of environmental friendly (nano)composites, because it
combines biodegradability and flexibility into a highly cost-effective
support. Cellulose polymers are known to contain oxygen rich lined
microfibrils and pores, with overall structural architectures that
offer anchoring sites and inner cavities for trapping metal ions as
well as metal nanoparticles.1e,11 FP has been already used to host
silver nanosystems, and the so-formed host–guest materials proved
their efficiency as surface-enhanced Raman spectroscopy (SERS)
substrates,12 sensors,13 and became key components in water
treatment devices.14 To date, no reports have appeared in the
literature on the use of FP as a support for the in situ synthesis
of NZVI nanoparticles (NPs).

Furthermore, no nanocomposite materials merging FP and
NZVI NPs have been so far tested for environmental applications.
In this report, we describe the assembly of such flexible, magneti-
cally controllable, air-stable and redox active nanocomposites,
NZVI@FP, and validate their effectiveness for the fast remediation
of the Cr(VI) pollutant as well as organic contaminants (e.g.,
phenols) from water solutions through consecutive and simple
filtration processes. Our preparative methodology generates not
only magnetic papers that can be manipulated and/or removed
from the processed solution using an external magnet but also
allows the straightforward generation of nanocomposites that can
be selectively patterned with NZVI over the FP support. This
approach can aid in the assembly of flexible filter-paper-devices
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that require unusual shapes to be operational. The preparation of
NZVI nanoparticles embedded in FP consisted of a simple two-step
procedure (Fig. 1a). In the first step, the impregnation of FP with
the ferric chloride salt was performed by using an alcoholic (EtOH)
solution of the metallic precursor, followed by air-drying FP at
room temperature. Then, in situ reduction of the trapped FeCl3 with
NaBH4 gave the active NZVI@FP material. The successful coating of
FP with iron cations and their reduction to zero-valent iron could
be easily monitored by the naked eye as shown in Fig. 1a, since the
impregnation of filter paper with the ferric salt led to the formation
of a bright-yellow material, which turned dark-black and responsive
to an external magnet upon borohydride reduction. Ash free FP
(Whatmann, Grade 40, r = 55 mm) was used as a scaffold for the
NZVI guest without the need for any FP pre-treatment. From the
X-ray photoelectron spectroscopic (XPS) analyses, we found that in
the nanocomposite material, the NZVI nanoparticles remained
highly stable in air for one month (see Fig. S1 and S2 in the ESI†)
and only a minor surface oxidation of NZVI was noticed (vide infra).
Furthermore, the loading of NZVI into FP could be controlled by
varying the initial concentration of the ferric salt in the ethanol
solution used within the initial impregnation phase. The efficacy in
trapping NZVI by FP can be understood by noting that cellulose
fibers contain oxygen rich moieties that are prone to interact with
the surface exposed iron of the NZVI particles. The surfaces of these
fibers are rough and their interconnections form pores that allow
boosting further the inclusion of guest molecules into their inner
spaces (Fig. 1b). The nanosized nature of the trapped NZVI particles
was further validated by transmission electron microscopy (TEM)
and scanning electron microscopy (SEM) that revealed the entrap-
ment of NZVI by the cellulose fibers (Fig. 1c and d, and Fig. S3 in
ESI†). The so-formed NZVI exhibited, however, quite large size
distribution, in the range of 15–240 nm. The statistical analysis of
the particle size using a Gaussian distribution function showed a

mean diameter of B100 nm, with a Gaussian half-width of
B80 nm (Fig. 1c, inset, and Fig. S4 in ESI†). The chemical nature,
crystallinity and magnetic characteristics of NZVI@FP were evalu-
ated with the aid of several techniques, in particular, X-ray diffrac-
tion (XRD), Mössbauer spectroscopy and SQUID magnetization
measurements (for more details, see the ESI†). The XRD pattern
of NZVI@FP showed the characteristic peak at 52.51 (2y, deg), a
signature that corresponds to the (110) diffraction of the body-
centered cubic (bcc) a-Fe phase (Fig. S5 in ESI†). The (110)
diffraction peak increased in intensity upon increasing the amount
of the iron salt used within the initial FP immersion cycle and
following NaBH4 reduction. Therefore, through such a simple
synthetic procedure, it was possible to derive from the bottom-up
approach the effective amount of NZVI loaded into FP (from 2.5%
to 5% in weight for our tested nanocomposites). Diffraction signals
due to other iron oxide phases (e.g., g-Fe2O3/Fe3O4 and a-Fe2O3)
were absent in all tested preparations. These findings suggested
that the NZVI nanoparticles intimately embedded into FP were less
prone to undergo fast surface-passivation at ambient air, due to the
emergence of some interactions between surface exposed iron
atoms and cellulose fibers. In this context, low-temperature in-field
57Fe Mössbauer spectroscopy was used to unveil such interactions
and to gain better knowledge of the electronic signature of NZVI
sequestered into FP. The recorded Mössbauer spectrum at T = 5 K
under a 5 T external field (Bext) is shown in Fig. 2a together with the
fitting-deconvolution results (red line). Three components contrib-
uted to the overall envelope, two sextets and one doublet, signatures
that were found to hold for all preparations, irrespective of the
loaded amount of NZVI into FP (from 2.5% to 5.0% NZVI in weight).

Fig. 1 (a) Optical image shows the two step assembly of the magnetic
NZVI@FP nanocomposite. (b) Scanning electron micrograph of NZVI@FP
loaded with 5% in weight of NZVI. (c) TEM micrograph of NZVI entrapped
over a cellulose fibre of FP. The inset shows the particle size distribution, as
estimated from TEM (Freq.-NZVI vs. NZVI-size), together with the fitting
analysis (red-line). (d) TEM micrograph of a magnified region of (c)
revealing the intimate interaction between NZVIs and the fiber surface.

Fig. 2 (a) In-field low-temperature (T = 5 K, Bext = 5 T) 57Fe Mössbauer spectrum
of the NZVI@FP nanocomposite. The solid-lines show the three components
emerging from the deconvolution analysis. (b) Comparison of the XPS spectra
recorded in the Fe2p region for the NZVI@FP nanocomposite freshly prepared
(red pattern) and after ageing in air for one month (black pattern).
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One sextet encoded a highly effective hyperfine magnetic field, Beff,
of 28.5 T and featured the typical signature of zero-valent iron (Fe0)
cores (Fig. 2a, blue line), with an isomer shift (d) of 0.11 mm s�1, and
a zero quadrupole splitting (DEQ) value. The second magnetically
split component reflected a fraction of Fe0 interacting with the
sugar support (Fig. 2a, magenta line) with a Beff of 19.7 T, a d of
0.22 mm s�1, and zero DEQ. From these results, the NZVI@FP system
can be described as composed of nanoparticles with a pseudo core–
shell configuration, having the core formed by purely zero-valent iron
and the shell of zero-valent iron in nature but with altered electronic
features as also derived from the room-temperature Mössbauer
spectrum (for more information, see the ESI,† Fig. S6 and Table S1).

The witnessed effect is thought to originate from the intimate
contacts of the surface exposed Fe0 metal with the sugar fibers, as
shown in the representative TEM micrograph in Fig. 1d. The last
spectral component observed, the doublet (Fig. 2a, green line),
reconciled with the fraction of NZVI characterized by small sizes
(B10 nm), which produced the fast relaxation of their NZVI shells in
the Mössbauer time-scale (10�8 s). The Mössbauer parameters for
such component were found to fall at 0.23 mm s�1 for d and
0.45 mm s�1 for DEQ. In this scenario, the external magnetic field
(5 T) was still not strong enough to hinder superparamagnetic
fluctuations of the shell spins. We noted that the XPS spectrum of
the NZVI@FP nanocomposite freshly prepared and NZVI@FP aged
in air for one month did not differ substantially from each other
(Fig. 2b), but revealed in the former the presence of a low energy
peak at 704.9 eV (Fig. 2b, red spectrum) that became much weaker in
the latter (Fig. 2b, black spectrum). The change was accompanied by
(i) the broadening of the dominant Fe2p3/2 signal (708.5 eV) with
the formation of a more pronounced shoulder around 710 eV, and
(ii) the broadening of the Fe2p1/2 signal at 721.8 eV. All these
signatures are consistent with the mild oxidation of the zero-valent
iron located on the nanoparticle surfaces (for more details, see Fig. S1
and S2 in the ESI†). In addition, we may suggest that the observed
signature at 704.9 eV corresponds to the fraction of zero-valent iron in
intimate contact with the sugar molecules of FP, as anticipated earlier
in the Mössbauer analysis, and this is the Fe0 fraction more sensitive
to undergo the oxidation process. The dual nature of the electronic
behaviour associated with Fe0 in the NZVI-core and surface-exposed
Fe0 located on the NZVI-shell was also confirmed by the nano-
composite’s magnetic response by bulk susceptibility measurements.
The magnetic behaviour of NZVI@FP with high loading (5% of NZVI
loaded, % in weight) showed symmetric hysteretic behaviour and the
saturation of magnetization at low field (o1 T), reaching the value of
10.7 Am2 kg�1 at room temperature, which slightly increased to
11.5 Am2 kg�1 at T = 5 K (Fig. S7a in ESI†). The observed coercivity (Bc)
was found to be much higher than that reported for bulk iron
(o0.1 mT), namely 42 mT and 52 mT at T = 300 K and 5 K, respectively
(Table S2, ESI†), implying magnetic hardening of the nanoparticle
system. In particular, as shown in Fig. S7b (ESI†), the zero-field-cooled
(ZFC) magnetization curve measured upon warming under an
applied field of 0.01 T showed the presence of a maximum at very
low temperatures (B30 K) corresponding to the blocking tempera-
ture of the NZVI nanoparticle shells.

The specific NZVI@FP architecture obtained from the in situ
synthesis translated into the superior redox activity and proclivity

for the catalysis of this material with respect to bare NZVI in the
environmental remediation processes of pollutants from water
solutions. Noteworthily, it also prevented the severe release into
the environment of NZVI from FP, whilst maintaining effective
transport properties with high flux of the fluid systems, due to the
porous nature of FP. The effectiveness of NZVI@FP was tested in
two scenarios: (i) reduction of the toxic hexavalent chromium into
the environmentally friendlier Cr(III) and (ii) the proclivity of
NZVI@FP to activate hydroxylation reactions, in particular, the
in situ conversion of phenols to catechols. The results obtained
for the Cr(VI) removal by simple filtration of gravity-feed solutions
over the NZVI@FP nanocomposite are shown in Fig. 3a. A freshly
prepared stock solution of Cr(VI) (6.5 mg L�1, 30 mL) was slowly
poured through NZVI@FP (B5 min) and the filtrate was collected
and characterized by UV-Vis absorption spectroscopy to determine
the residual amount of Cr(VI) (details are given in the ESI†). The
observed efficiency in the Cr(VI) reduction by NZVI@FP (expressed
in %) was compared with the performance obtained for the
nanocomposites assembled through an ex situ approach (NZVI +
FP) as well as bare FP. The NZVI + FP material was generated by
simple impregnation of FP with separately and freshly synthesized
NZVI nanoparticles (for details, see the Experimental section in the
ESI†). It is important to underline that the final amount of loaded
NZVI was found consistently lower in the case of the ex situ
synthesis (NZVI + FP), about 3 wt% on average, in comparison to
the highest NZVI entrapment on FP obtained from the in situ
assembly (5 wt%). Looking at the process of Cr(VI) removal, the use
of the NZVI@FP nanocomposite resulted in a remarkable value of
64% after just three filtration cycles (Fig. 3a). In contrast, the ex situ
material (FP + NZVI) showed, in such a set-up, a decreased ability to

Fig. 3 (a) The Cr(VI) removal performance of bare FP, ex situ synthesized
NZVI deposited over FP (3 wt%) and the in situ synthesis of NZVI@FP
(5 wt%) as evaluated from 3 filtration cycles. (b) Formation of aromatic
compounds as obtained by GC-MS analysis in the phenol hydroxylation
process using NZVI@FP (5 wt%) as a catalytic membrane.
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reduce Cr(VI), and only 7.5% of hexavalent chromium could be
successfully removed. Finally, the use of bare FP had, as expected,
no visible effect on the reduction process of Cr(VI). While the
different loading of NZVI into FP, from the in situ to the ex situ
materials, may justify slight variations in the total amount of Cr(VI)
removal in favour of NZVI@FP, the witnessed differences are
striking and suggest that the in situ assembly process clearly
generated a much better performing nanocomposite. The ability
of NZVI@FP to act as a catalyst in hydroxylation reactions was
tested using the simple phenol as a benchmark, which is a highly
toxic organic pollutant with suspected mutagenic and carcinogenic
properties,15 and by employing hydrogen peroxide as a green
oxidant.

The possible mechanism of peroxide activation by NZVI and
the subsequent hydroxylation of phenol are shown in Scheme
S1 in the ESI.† There are very few reports in the literature where
NZVI (supported) has shown the catalytic activity towards the
hydroxylation of phenols. The reaction conditions for those
materials required the use of high temperatures, low pH and
prolonged times.16 We found that NZVI@FP was capable of
promoting the conversion of phenols into less toxic catechols
even at low temperature (40 1C), at neutral pH and after short
time via simple filtration steps. Fig. 3b summarizes the experimental
findings with NZVI@FP (5% wt of NZVI) used as a membrane
catalyst. Nearly 70% of the initial amount of phenol was converted
in 8 min, giving rise to catechol (47%), hydroquinone (18%) and
trihydroxybenzene (3%) after analyses by GC-MS (Fig. S8 in ESI†).
Catechol was the predominant product, thus the hydroxylation
occurred preferentially in the ortho-position. When the same amount
of unsupported NZVI powder was used as a catalyst, 48% of phenol
conversion was achieved only after 12 h (Fig. S9 in ESI†) with indeed
a more even distribution in catechol (32%) and hydroquinone (21%)
formation, as found from GC-MS analyses (Fig. S10 in ESI†). Control
experiments using bare FP (and hydrogen peroxide) showed, as
expected, no ability to perform the hydroxylation of phenol.

In conclusion, we demonstrated that the in situ synthesis of
NZVI on cellulose filter paper allowed the assembly of novel
magnetically active membrane nanocomposites. The NZVI@FP
nanocomposite showed high activity towards the removal of
hexavalent chromium as well as an excellent catalytic ability to
convert phenols into catechols, by simple filtration processes of
the contaminated water solutions. We believe that this work
opens the doors for the application of NZVI not only in ground-
water remediation but also in the treatment of wastewater and
drinking water with several superior aspects including easy
handling, green synthesis, air stability, magnetic separation
and high redox and catalytic efficiencies.
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