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An electrocatalytic process that efficiently converts the reactants into high-value-added chemicals has
attracted increasing attention in renewable energy fields. Specifically, understanding such a process at a
single-material level will be of fundamental importance for catalyst design and mechanism explorations
as well. Thanks to the development of electronic devices, on-chip microcells have emerged as a
powerful platform through which significant progress has been impressively made. Here, this review
provides an overview of the progress based on on-chip microcells. We first introduce how the on-chip
microcell develops from electronic transistors like field effect-based and electric double-layer-based
ones. Next, we discuss current achievements relying on their two basic functions: the reaction window
and the circuit; the former is mainly focused on the active sites, for example, identification of active sites
as well as monitoring of their changes; the latter sheds light on its circuit characteristics, such
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DOI: 10.1039/d3ey00168g as electrical-field modulation, contact engineering for charge injection, and in situ conductance

measurement of metallic and nonmetallic catalysts. Finally, we give personal perspectives on this
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Broader context

emerging field, including the current challenges and potential applications.

Understanding the catalytic behavior at a single-nanomaterial level is of fundamental importance in electrocatalytic reactions. The on-chip microcell has

recently emerged, becoming a powerful tool to attract intensive interest. This review first discusses how the on-chip microcell was developed from an electronic

device. Later, we summarize current progress based on their two basic functions: the reaction window and the circuit. Finally, we provide our perspectives on

current challenges, such as measurement accuracy and conductance issues, as well as applications, such as reaction extension, model catalysis, a combined

strategy, and beyond. This review will arouse widespread interest in the scientific community for an in-depth understanding of the reaction process and, thus,

designing high-efficiency catalysts.

1. Introduction

To alleviate the ecological and energy-related issues raised from
the growing consumption of traditional sources, researchers
are seeking potential strategies for developing clean and sus-
tainable energy, such as water splitting for hydrogen energy,
fuel cells for electricity energy, and batteries for energy storage.'
Among them, the electrocatalytic reaction, which enables activat-
ing or/and converting small molecules (e.g., H;O, CO,, N,, and
CH,) into high-value-added chemicals (e.g., H,, C2-C4 products,
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NH;, and CH3;OH) using renewable electricity, has received
increasing interest recently.”"* Being different from thermo- or
photo-catalysis, electrocatalysis usually involves two charge pro-
cesses: one is the charge flowing from the substrate to the catalyst
and then to the catalyst-electrolyte interface; the other is charge
transfer at the interface, finally making the reaction happen.
Briefly, the former refers to an electronic process where the catalyst
should be conductive. The latter refers to a chemical process under
which the active sites are usually designed to lower the reaction
barrier and improve product selectivity. As a result, it is widely
accepted that electrocatalysis is an interdisciplinary field of
electronics and chemistry, and not only a “chemical process”.
Current electrocatalysis measurements are mainly based on
particle-assembled electrodes in an electrochemical working
station (see the setup and structures in Fig. 1). During the
electrode fabrication, the catalyst particles are usually spin-
coated or dropped on the conductive substrates, such as metal

© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 1 Comparison of the conventional particle-assembled electrode and on-chip microcell from three aspects: configurations, electrode structure,

and characteristics.

film or glassy carbon. Specifically for nonmetallic catalysts,
conductive additives, e.g., carbon black, graphene, and carbon
nanotubes, are usually induced to improve the conductance of
the whole electrode. However, what additives and how much to
add is still debated. Generally, for evaluating a given reaction,
such a particle-assembled measurement faces three limita-
tions: (i) the statistical average of thousands of samples. The
measured data are based on the statistical average of thousands
of samples, failing to precisely evaluate the catalytic properties
of a single unit (e.g., single nanowire (NW)/nanosheet (NS));
(ii) complexed reaction interface. Conductive additives and
binders are usually added during the electrode fabrication
process, forming complex interfaces, e.g., catalyst/binder,
catalyst/conductive additives, and catalyst/substrate, some of
which would cover the catalytic sites or obstruct the ion
diffusion;®™" (iii) unclear charge-flowing pathway inside the
electrodes. It remains a methodological challenge to precisely
extract such a pathway using conventional electrochemical
impedance spectroscopy (EIS) through a circuit fitting. Based
on the above facts, developing effective characterization meth-
ods in electrocatalysis is highly desirable.

Along with advancements in micro-/nano-processing tech-
nology, an on-chip microcell has recently emerged and become
a powerful tool in the electrocatalytic field to probe the catalytic
behavior of the electrocatalyst at a single-catalyst level. Signifi-
cant achievements have been made in such a field in the past
nearly ten years, as shown in Fig. 2. For example, Mai et al.
fabricated a single NW electrode device for in situ probing how
electrode capacity faded in Li-ion-based energy storage devices,

© 2023 The Author(s). Published by the Royal Society of Chemistry

which is the first microcell example to study the correlation
among material structure changes, transport properties, and
electrochemical performance.'® Later, Ding et al. turned their
attention to electrocatalysis and developed a four-electrode
configuration that allows in situ monitoring of the surface
adsorption/desorption features of metal NWs during the elec-
trochemical process.'® Besides NW materials, the on-chip
microcell was applied to two-dimensional (2D) NS materials.
For example, Chowalla et al constructed a low-resistance-
contact microcell on monolayer MoS, to compare the activity
between the edge or basal plane.” Similarly, Luo et al. set up
microcell-combined in situ scanning time-resolved microscopy
to spatially map the catalytic activity of monolayer MoS, during
the hydrogen evolution reaction (HER).>! Notably, such a cell
that is derived from a semiconductor device is of particular
interest in investigating the electronics-related behavior during
the reaction process. For example, C. Frisbie et al. applied an
electric-field modulation in an HER process.>*** Moreover,
using in situ electronic/electrochemical measurements, our
group revealed a universal self-gating phenomenon to clarify
the electronic-conduction modulation of >30 semiconducting
catalysts during the electrocatalytic reaction.>* More recently,
Duan et al. combined EIS and electrical transport spectroscopy
(ETS) in a microcell to probe the behaviors of different cations
(Li*, Na*, and K*) in HER kinetics.”

Based on those achievements, it is timely to provide a review
on this field, hopefully attracting more attention for further
development in model catalysis. Also, it is noteworthy that
some excellent reviews have already been presented in this

EES Catal., 2023,1,874-891 | 875
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Fig. 2 Development of the on-chip microcell in electrocatalysis.

microcell field; unfortunately, there is still a lack of summaries
paying much attention to its electronic characteristics, which
is, essentially, derived from a semiconductor electronic device.
In this review, we first discuss how the on-chip microcell was
developed from an electronic device. Later, we will summarize
current progress based on their two basic functions: one is to
identify and monitor the active sites through the reaction-
window function; the other one, from an electronic standpoint,
is the circuit function, such as electrical field modulation,
charge injection at the contacts, and in situ charge transport/
transfer at metallic and semiconducting catalysts. Finally, we
provide our perspectives on current challenges and implica-
tions in this emergent field.

2. Development of an on-chip
microcell

This section will discuss how the on-chip microcells have been
developed from the top-gated field effect transistors (FETs) and
electric double-layer transistors (EDLTs). Both of them contrib-
uted to this microcell with well-defined device structures and
mature micro-/nano-processing technology, playing a vital role
in its emergence and broad applications in electrocatalysis.
Given that FETs and EDLTs have been widely used in the
electronic fields, while few are known in electrochemistry, their
detailed working principles are also discussed in the following.

The emergence of logic transistors in the 1940s dramatically
accelerated the development of electronic devices and informa-
tion systems. In particular, metal-oxide-semiconductor field
effect transistors (MOSFETs) have been becoming the corner-
stone in those fields.”*>® Fig. 3a shows the device structure of a
typical MOSFET (Fig. 3a), in which the gate voltage is applied
through a top electrode, electrostatically tuning the distribu-
tion of the charge carriers at the oxide-semiconductor
interface.”*' The type and density of the charge carriers can
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be determined by the sign and magnitude of the voltage
applied at the top gate, respectively. As a result, the gate voltage
continuously controls the semiconductor’s conductance, realiz-
ing the smooth switch between “on” and “off” states. Note
that, owing to a low dielectric constant of traditional oxides
(e.g., ~107% uF cm ™2 for 300 nm Si0,),?” a large gate voltage is
usually needed to realize the above state switch, for example,
10-100 V for the MOSFET based on carbon nanomaterials and
metal oxides.*?

In the 1980s, EDLTs***> that employed an ionic liquid to
replace the conventional oxide dielectric were proposed, as
illustrated in Fig. 3b. In an EDLT, the applied top-gate voltage
(positive) drives the cations toward the semiconductor inter-
face to form an electric double layer (EDL), which can electro-
statically modulate the charge carriers of the semiconductor
channel.***” Such an EDL can be regarded as a nanogap parallel
plate capacitor with a capacitance of up to 100 uF cm™2, much
larger than that in MOSFETs.*> Such a giant capacitance can
achieve an ultrahigh carrier accumulation beyond 10" cm™> at
just several volts, resulting in more effective modulation of charge
carriers compared to the above MOSFETs.*®*° Moreover, such an
EDLT has also come out with a new interdisciplinary concept,
i.e., iontronics. This bridges electronics and ionics, with broad
applications in electrochemistry, solid-state physics, electronic
engineering, and biological sciences.*® For example, Twasa and
colleagues achieved the insulator-metal transition of VO, film by
applying just one voltage through EDLTs.*

More recently, through introducing an insulating layer and
changing the ionic liquid into catalytically-active electrolytes,
such as H,50,,2%"*2 KOH,>>*** etc., those above EDLTS can
be transformed into an on-chip microcell used in the electro-
catalytic field (Fig. 3c). One of the most significant advance-
ments is that the introduced insulating layer, e.g., PMMA or
SiO,, allows one to selectively expose the region of interest
through a window fabricated by the micro-/nano-processing
technology, such as e-beam lithography (EBL), for a given

© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 3 Evolution of the on-chip electrocatalytic microcell. (a) Schematic illustration of the top-gated field effect transistor (FET). It is based on a metal—
insulator—semiconductor junction, in which the insulator adopts the solid oxide (grey region). When the positive voltage is applied at the top gate (brown
region), the negative charge carriers could be induced and accumulate at the oxide-semiconductor interface (grey-yellow region). The carrier
concentration depends on the capacitance of the solid oxide and applied voltage. (b) Schematic illustration of the ion-gated transistor, that is, the
electric double-layer transistor (EDLT). By changing the solid oxide insulators with a high-mobility ionic liquid, an electric double-layer is formed
at the interface, serving as a nanogap parallel plate capacitor with a substantial capacitance (up to 100 uF cm™2). As a result, applying a low voltage
(e.g., 0.1-0.5 V) can achieve high carrier densities (e.g., beyond 10*® cm™2), showing more efficiency of conductance modulation. (c) Schematic
illustration of the electrocatalytic microcell. Based on the above EDLT structure, the on-chip microcell has been developed by replacing the ionic liquid
with reactive electrolytes (e.g., H,SO4, HCLO,4, phosphate buffer saline, and KOH,) and introducing an insulating layer (such as PMMA, photoresist, or SiO,
films) to make the reaction windows. The counter and the reference electrode are also used to normalize the reaction voltage to the standard
electrochemical potential. Regarding those developments, such a cell exhibits two basic functions: reaction window and circuit, corresponding to an

electrochemical view as well as an electronic view, respectively.

reaction. Such a window enables various electrocatalytic reac-
tions to only occur in the region of interest and obliviate the
leakage current from the metal electrodes. Benefiting from
the reaction window, the precise micro-area measurement
is achievable through the on-chip microcell, which helps to
investigate the active sites in electrocatalysis.

Following the above timeline, two points need to be noted
here for comparing on-chip microcells with the above electro-
nic transistors, as follows:

One is the leakage current generated from the gating elec-
trode in the electronic transistors. As is well-known, it must be
avoided; on the contrary, such a current is needed for the on-
chip microcell, which corresponds to the signal of the catalytic
reaction (i.e., the charge transfer process). Taking the HER
process as an example, the leakage collected in a microcell is
that the reactants (H;0") receive the electrons at the active sites
and generate the adsorbed hydrogen atoms (Hag).*’

The other one is conductance modulation arising from EDL.
The EDL widely exists in both EDLT and on-chip microcells;
in the former, EDL can effectively modulate the conduction of
the channel. Similarly, in the latter, it can also modulate the
nonmetallic catalysts (conductive or even insulated). Therefore,
an in situ conductance evaluation should be performed in
on-chip microcells to verify whether the microcell works during
the measurements. However, such an evaluation is usually
neglected in the current microcell measurement.

3. Fabrications and characteristics of
on-chip microcells

Fig. 4 shows the typical fabrication procedures of on-chip
microcells, with 2D TMD material as an example. First, a
16 mm X 16 mm SiO, (285 nm)/Si chip with pre-patterned

© 2023 The Author(s). Published by the Royal Society of Chemistry

32 or 16 Au contact pads was fabricated using conventional
photolithography followed by thermal evaporation. Second,
CVD-grown or mechanically exfoliated 2D catalysts were trans-
ferred onto the chip. Subsequently, an EBL process, followed by
thermal evaporation, was used to fabricate the drain and source
metal contacts (Cr/Au or Ti/Au). Finally, the whole chip was
passivated by 1 pm-thick PMMA film, and a second EBL process
was adopted to carve windows on the catalytic region. As a
result, spatial control of the electrocatalytic reaction was
achieved through such a PMMA-passivated window, which
ensured that the reaction only occurred in the region of
interest.

Currently, the signals collected from the on-chip microcells
are usually several or tens of nA, thus putting forward a high
precision requirement for the electrochemical workstation.
For example, to obtain a smooth Tafel slop in the HER, the
background noise current should be kept as low as 10~ A.
Alternatively, high-precision source measurement units (SMUs)
could also be used to meet such a requirement. Here, we took
an in situ electronic/electrochemical measurement in our lab as
an example for a detailed introduction; please see the testing
environment and setup in Fig. 5. First, four electrodes were
used, including microcell graphite and an Ag/AgCl micro-
reference as the counter and reference, and the other two
electrodes as the working electrodes connected to the catalysts
(as the source and drain contacts to collect the in situ electronic
signals during the electrocatalysis). Second, in our setups, two
source measurement units (SMU), i.e., SMU 1 (Keithley 2400)
and SMU 2 (Keithley 2450), were used instead of traditional
electrochemical workstations. Their equivalent circuit diagram
is presented in Fig. 5. In SMU 1, the “High Force (Force HI)”
and “Low Force (Force LO)” are connected to the source and
drain electrodes on the catalyst for the electronic measurement
(I4s)- In SMU 2, both “Low Force (Force LO)” and ‘“Low Sense

EES Catal., 2023,1,874-891 | 877
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(Sense LO)” terminals are connected with the working elec-
trode, and the “High Force (Force HI)” and “High Sense (Sense
HI)” terminals were connected to the counter electrode and
reference electrode for the electrochemical measurement (I.).
These two measurements are synchronized by the general-
purpose interface bus (GPIB) and the Labview script, allowing
simultaneous recording of the electronic and the electro-
chemical signals.

Taking the above advantages, such an on-chip microcell
presents several fantastic features (see Fig. 1), including (i)
identifying the active sites through reaction windows. Such a
window is able to expose regions of interest on a catalyst using
an insulation layer (such as PMMA); (ii) regulation of the
reaction through applying an external electrical field. Based
on a field-effect-transistor circuit, such a microcell also enables
regulating the electrochemical reaction, e.g., activity or interface,
by applying an electrical field using a back gate voltage; (iii) in situ
monitoring electronic signals. Derived from a semiconductor
electronic device, such a cell can in situ probe the conductance
of the catalyst during a reaction process. Finally, (iv) design of the
catalyst interface. Using the micro-/nano-processing technology,
various heterostructure interfaces, such as bottom-/top-electrodes,

878 | EES Catal, 2023, 1, 874-891

and interfinger electrodes, could be designed. Thanks to those
features, several interesting functions have been derived, contri-
buting to an extensive development of microcells in electro-
catalysis, which will be discussed in the following.

4. Functions of on-chip microcells

In this section, we will discuss current achievements on on-chip
microcells through paying attention to their two basic func-
tions: the reaction window and the circuit. The reason why we
made such a classification is based on the interdisciplinary
behavior of on-chip microcells, that is, the combination of
electrochemistry and electronics. On the one hand, with the
assistance of the reaction window, microcells can be used to
study the active sites, such as identifying what they are as well
as monitoring how they change. On the other hand, derived
from the FET or EDLT circuits, they enable investigating the
reactions from an electronic point of view, such as external
electrical field modulation, contact engineering for charge
injection, and in situ conductance measurement of metallic
and nonmetallic catalysts.

© 2023 The Author(s). Published by the Royal Society of Chemistry
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Taking in situ electronic/electrochemical measurement as an example,

SMU 1 and SMU 2 are used for the electronic and the three-electrode

electrochemical measurements, respectively, as the equivalent circuit diagram shows.

4.1 Reaction window

In an on-chip microcell, the reaction window is carved by EBL
on a PMMA-covering layer, capable of exposing regions of
interest at a micro-size for a given electrocatalytic reaction.
Thanks to such a window, this cell provides a promising
platform to identify the active sites and monitor their changes
at a single-material level, which is crucial for the rational design
of excellent catalysts as well as the exploration of the mecha-
nism behind the reaction.

4.1.1 Identification of active sites. In the past decade, 2D
transition metal dichalcogenides (TMD/TMCs/TMDCs), as
exemplified by MoS,, have attracted considerable interest in
water splitting. This is attributed to their atomically thin nature
that can act as an interface with the possibility of maximum
exposure of nearly all active sites to the reaction. Importantly,
how to identify the potential active sites in TMDCs is extremely
necessary to enhance the electrocatalytic activity. Intrigued
by the above window behavior, the microcell has success-
fully identified various active sites such as phases,*®"” grain
boundaries (GBs),***° edges,”*"! doping,”> > and so on (Fig. 6a),
which is in favor of designing high-efficiency catalysts in
electrocatalysis.

© 2023 The Author(s). Published by the Royal Society of Chemistry

Phases. The phases have a profound effect on the catalytic
properties and the conductivity for 2D TMDCs. For example,
2H-phase MoS, is relatively stable while electrochemically-
inert; on the contrary, its 1T-phase or 1T'-phase counterpart
present metallic behavior with a better HER activity.>>*® How-
ever, since they usually mix in a sample, it is challenging for the
conventional particle-assembled electrodes to distinguish the
intrinsic activity of each phase. Aiming at solving this issue,
Jiao and co-workers synthesized a 1T’-MoS, monolayer with
high purity and crystallinity through a potassium (K)-assisted
chemical vapor deposition (CVD) method, and then compared
its activity with the 2H-phase counterpart using a microcell. It
can be seen from Fig. 6b that 1T’-MoS, exhibits higher catalytic
performance than its counterpart, which is attributed to the
efficient electrical coupling between the substrate, rapid elec-

tron transport, and increased catalytic active sites as well.>”

GBs. As one of the line defects, GBs are universally found in
2D materials. Using the on-chip microcell, the activity of a
single GB can also be detectable. For example, Liu and co-
workers compared the HER activity among a single GB, a single
edge and the basal plane.*® The results showed that the GB had

EES Catal., 2023,1,874-891 | 879
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Identifying active sites and monitoring their changes at a single material. (a) Various active sites for 2D TMDCs identified by on-chip microcells.

(b) Polarization curves of Pt, 1T"-MoS, and 2H-MoS,. Inset: The optical image of the microcell. (c) Tafel plots of MoS, with different types of domain
boundaries. Inset: The optical images corresponding to the single-crystal MoS, microcell without 2H-2H domain boundaries and the polycrystalline
MoS, microcell with domain boundaries. (d) Polarization curves of the MoS, basal plane with and without edge active sites. Inset: The optical images of
MoS, microcells with exposed edges and basal planes. (e) Tafel plots of the basal plane and edge sites. Inset: The optical images of a P-MoS, microcell
with exposure of the edge and the basal plane. (f) Polarization curves of MoS,, Mo SAs sitting on cogenetic MoS, (Mo SAs/ML-MoS,) and Pt. Inset: The
optical image of the microcell. (g) Polarization curves of the PtSe, NS with a 0 to 60 s treatment duration. (h) Optical images of PtSe, microelectrodes with
reaction windows through different plasma treatment times. (i) Schematic of the fabrication of three types of electrochemical microcells (EM-1, EM-2,
and EM-3) via a phase-transition strategy. (j) Polarization curves of EM-1, EM-2 and EM-3. Inset: The corresponding optical image of EM-1.

better activity than the edge and basal plane. To further make
use of such a GB site, the authors demonstrated the synthesis
of wafer-size TMD films with an ultra-high density of GBs
(up to 10" ecm™?). Those films showed an excellent hydrogen
evolution performance (onset overpotential, #onser: 25 mV and
Tafel slope: 54 mV dec™ "), thus indicating an intrinsically high
activation of the TMDC basal plane.

On the other hand, besides the above homo-phase ones,
homo-phase GBs can also be fabricated using phase engineer-
ing, whose improved activity could be verified by microcells.
For instance, Zhang and co-workers utilized an on-chip micro-
cell to investigate the HER activity between 2H-2H homo-phase
and 2H-1T hetero-phase ones in MoS,, as shown in Fig. 6c.
Compared with pristine type-I and type III samples (2H-2H
homo-phase GBs), an improved catalytic performance was
observed in the 2H-1T hetero-phase, which is ascribed to the
metallic 1T-phase offering better charge transport capacity than

880 | EES Catal., 2023, 1, 874-891

the 2H-phase.?® Alternatively, Yang et al. recently studied the
activity of hetero-phase GBs between the 2H-phase and 1T'-
phase in MoTe, films. The microcell measurement showed a
clear improvement of HER activity for 2H-1T' hetero-phase GBs
compared with the pristine MoTe,. This is the result of their
local electronic structure and their unique covalent nature.*

Edges. The edges of 2D TMDCs with an unsaturated coordi-
nation environment are usually electrochemically active. For
example, through the selective exposure of the edge in an on-
chip microcell, Lou and co-workers have examined its HER
activity in 2H and 1T’-MoS, monolayers. Moreover, the linear
sweep voltammetry (LSV) curves in Fig. 6d showed that the edge
gave a much higher HER activity than that of the basal plane.*®
Beyond the MoS, catalyst, the microcell is also applicable for
identifying the activity of edge sites for other 2D materials, such
as WTe, and PtSe,. For instance, Cha et al. investigated the

© 2023 The Author(s). Published by the Royal Society of Chemistry
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activity of (010) and (100) edges of WTe, in an on-chip micro-
cell. The results demonstrated that the (100) edge was more
active, which could be correlated to its lower Gibbs free
energies of hydrogen adsorption (AGy«) than that of the (010)
edge.>® Subsequently, Jiao et al. probed the HER activity of the
PtSe, edge by using a microcell to expose the edge and basal
plane selectively. The edge also showed much higher catalytic
performance, similar to the above examples of 2D MoS, and
WTe,.>!

Doped atoms. Owing to the abundant valence states and
flexible oxidation capabilities, doping atoms, such as B,*° F,°"
N, P, and Mo,** can also enhance the HER activity of 2D
materials. More recently, Ye et al. studied the edge effect of
phosphorus (P) doping on a MoS, NS (Fig. 6e). The Tafel curves
indicated that the P-MoS, edge had the lowest Tafel slope
among those samples, as a result of its lower hydrogen adsorp-
tion energy and hydrogen evolution activation barrier.* Apart
from nonmetal doping of TMDCs, metal doping has also been
extensively studied to activate the basal plane of TMDCs. For
example, Liu and co-workers utilized a cold hydrogen plasma
reduction method to synthesize Mo-single-atom doped MoS,,
as shown in Fig. 6f. The microcell measurements show that
such a catalyst shows more exceptional intrinsic activity with an
overpotential of 261 mV and 209 mV at 10 mA cm > in 0.5 M
H,SO, and 1.0 M KOH, respectively. The authors claimed that
the improved performance is a consequence of the increase
of the bond strength through hybridization, leading to fast
hydrogen adsorption/desorption kinetics and superior hydro-
gen evolution activity.**

4.1.2 Monitoring the change of active sites at a single
material. Benefiting from mature micro-/nano-processing tech-
nology, the on-chip microcell can monitor the change of active
sites at a single-material level. Such a level would eliminate the
extra factors frequently observed in macro-electrodes (e.g.,
complex interfaces and a mixture of various sites), thus allow-
ing high-precision monitoring of the change of active sites.

A typical example is that Liu et al. adopted plasma treatment
to obtain desired regions, e.g., perfect single-crystal, defective
single-crystal, and amorphous PtSe, on a single PtSe, NS, for a
fair comparison among their HER activities. Fig. 6h shows the
optical images of those microelectrodes with different reaction
windows, and the electrocatalytic performances of these
regions are summarized in Fig. 6g. It is worth mentioning that
an abruptly improved performance was observed in the micro-
cell, solely corresponding to the transition of the catalytic site
during this etching process, that is, from Se vacancies to the
amorphous Pt sites. Such a finding gave direct evidence of how
the active sites changed during the etching process."® Similarly,
Zhai and co-workers precisely controlled the oxidation degree
at a single MoTe, NS by the varying processing times with O,
plasma. Using an on-chip microcell, they carefully monitored
the changes of active sites under defect engineering. The
experimental results first verified a high onset overpotential
of 280 mV for the pristine MoTe, NS, showing a nearly HER-
inert activity. Impressively, as the O,-plasma treatment time

© 2023 The Author(s). Published by the Royal Society of Chemistry
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extended, a linear decrease of the onset overpotential of the
oxidized MoTe, was observed, and such a linear behavior was
solely ascribed to the oxygen vacancies that increased the
surface charge and reduced AGy-.*®

Besides the above factors, the TMDC thickness can also
affect the catalytic properties, which the on-chip microcell
could precisely monitor. For example, Jiao et al. studied the
influence of PtSe, thickness on the HER activity at a single NS
using the on-chip microcell. In the experiment, the authors
firstly made a single-crystalline 2D PtSe, NS with a controlled
number of layers, and then probed the HER activity at the
thickness-varied regions through the reaction window. Note
that, such a measurement allowed a precise evaluation of the
activity change only originating from the thickness effect.
Finally, in conjunction with theoretical calculations, they
clearly demonstrated how the number of layers affected the
active sites of 2D PtSe, NSs and correspondingly altered their
HER performances.”"

Beyond a sole factor, the on-chip microcell can further
monitor multiple factors affecting the catalytic reaction.
A typical example is that Zhang and co-workers conducted
phase-dependent HER studies in electrochemical microcells.
In their experiment, they constructed a microcell based on a
highly-crystalline 1T’-phase MoS, NS, enabling monitoring of
the activity changes step-by-step during the phase-transformed
process for a fair comparison (Fig. 6i). First, keeping the contact
unchanged, they showed that the basal plane 1T'-MoS, (EM-1)
was much more active than its 2H counterparts (EM-2), which
could only be attributed to its higher intrinsic activity. Second,
keeping the exposed region unchanged, they demonstrated that
the 1T’-metallic-phase contact (EM-2) showed a better charge-
injection capability than the 2H-semiconducting-MoS, (EM-3),
contributing to a high HER performance (Fig. 6j). Together,
those results that were obtained by the on-chip microcells
provided a unique opportunity to study the effect on electro-
catalysis solely based on the crystal phase.®®

4.2 Circuits

Besides the reaction window’s function, the other one is the
circuit of the on-chip microcell that stems from the FET or
EDLT behavior. It provides a great platform to modulate and
monitor the reaction processes with an electronic point of view,
such as external electrical field modulation,””"* charge injection,>
and in situ interface charge translation monitoring.**”%”*

4.2.1 External electrical field modulation. Applying the
external electrical field at the interface is significantly challen-
ging in the conventional particle-assembled electrode.”” Fortu-
nately, such modulation can be realized on an on-chip
microcell due to its FET-analog circuit, capable of studying
the reaction process under a back-gated electric field, as shown
in Fig. 7a. Current works have demonstrated that an electric
field is able to modulate the catalyst’s conductivity, AGy«, and
the distribution of adsorbed ions.”® For instance, Mai et al. first
explored the influence of the back-gated electrical field on the
conductivity of the MoS, NS in the HER. Fig. 7b shows that
applying an increased positive electric field could improve the

EES Catal., 2023,1,874-891 | 881
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Fig. 7 External electrical field modulation. (a) Schematic illustration of the external field electrical modulation principle via a microcell. (b) The
polarization curves of the HER at different back-gate voltages. (c) The channel conductance of the MoS, NS changed with gate voltage observed in a
microcell. Inset: The energy band of MoS, at the positive gate voltage bias (the inset image). (d) Sheet conductance (R,) at different back gate voltages
(Vgg) in 0.5 M H,SO4 (the source-to-drain bias is 5 mV). (e) Computed hydrogen adsorption energies (AEy) as a function of excess electron density
(Angg). Inset: The charge-density map of monolayer MoS, with 5.5% S vacancies at a Vg of +100 V. (f) The HER polarization curves of Pt SAs/MoS, at
different back gate voltages. (g) The OER polarization curves of Co SAs/WSe; at different back gate voltages. (h) The simulation of the stationary state of
net charge distribution in the interface of the electrolyte and catalyst induced by additional bias. (i) Redistribution of H* (line), SO42~ (dots), and net charge

(inset) induced by different back gate voltages.

HER performance; for example, the overpotential of MoS,
decreased from 240 mV to 38 mV at a current density of
100 mA cm 2 under 5 V gate voltage. They attributed such an
improvement to the increased channel conductance of the
MoS, NS, ie., from 0.0073 to 0.1776 S m™ " under the gate
voltage varied from —5 V to 5 V (Fig. 7c). This is further
explained by the fact that the Fermi level moves closer to the
bottom of the conduction band under a positive gate voltage,
greatly reducing the energy barrier and thus increasing the
conductivity (inset of Fig. 7c).”* What is more, similar pheno-
mena have also been observed in other works,”>”” further
confirming such a conductivity-modulated behavior caused by
the electric field in electrocatalysis.

Besides, the electric field can also modulate AGy«. For
example, Frisbie et al. demonstrated an enhanced HER perfor-
mance when increasing the back-gate voltages from —40 V
to 100 V on MoS, devices. Notably, they didn’t observe an

882 | EES Catal, 2023, 1, 874-891

evident decrease in the sheet resistance of the monolayer
MoS,, thus excluding the possible influence raised from the
conductivity discussed above. Furthermore, their density
functional theory (DFT) calculations showed that the gate-
induced charging of the localized Mo d-states at the active
(S-vacancy) sites would increase the Mo-H binding energy.
Combined with theory and experiments, they claimed that the
increase in HER activity is due to the increased intrinsic
reactivity of the active sites in monolayer MoS, under a
positive gate voltage.”® A similar phenomenon was observed
by other researchers.””®° Dong et al. demonstrated that the
AGy~ of electron-dominated WSe, is much lower than that of
hole-dominated WSe, under the electrical field modulation.
Furthermore, Zhai et al. revealed the fact that the external field
finely modulated the intermolecular charge transfer of the
cobalt phthalocyanine (CoPc)/MoS, heterojunction and enhanced
the Mo-H bonding.

© 2023 The Author(s). Published by the Royal Society of Chemistry
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Moreover, turning attention to the single-atom catalysts
(SACs), Ding et al. reported the manipulation of local catalytic
sites of single-atom catalysts anchored on 2D atomic crystals
via a precisely controlled external electric field. Using the
microcell, a series of model SACs have been systematically
studied, such as Pt single atoms (SAs) and Co SAs on n-type
MoS,, p-type WSe,, and metallic graphene. Specifically, the Pt
SAs on n-type MoS, demonstrate significant improvement in
HER activity under positive external electric fields (Fig. 7g), and
the Co SAs on p-type WSe, achieved a dramatically-enhanced
activity for the oxygen evolution reaction (OER) under negative
ones (Fig. 7f). Combined with theoretical calculations, they
attributed such electric field-induced performance enhance-
ment to ‘“onsite electrostatic polarization” in their SAC sys-
tems, where the electric field markedly influences the charge
redistribution of SACs, leading to the optimization of the
chemical bonding between SA and key adsorbates, the spatial
distribution of outward charges, and the reaction kinetics of
the rate determining steps as well.®

The external electrical field can also tune the distribution of
the ions at the electrolyte-catalyst interface. For example, Mai
et al. used the pristine VSe, NS as the catalyst and studied the
distribution of the ions at the electrolyte-VSe, NS interface
under varied back gate voltages. Using COMSOL simulation,
they demonstrated that the back gate voltage would induce the
redistribution of the ions at the interface (Fig. 7h); that is, the
H' preferred to concentrate on the surface (Fig. 7i). Such a
redistribution would realize the enhanced electron transport
process, and thus facilitate the rate-limiting step under
the HER process. As a result, they achieved a low onset
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overpotential at 10 mA em™” (130 = 70 mV) in VSe, NSs without
any chemical treatment.®” Overall, the external field effect is a
powerful strategy to regulate the catalytic reactions; however,
the above factors (e.g., conductivity, intrinsic activity, and ion
redistribution) would usually interfere with each other, com-
plicating the mechanism analysis for a given reaction.

4.2.2 Contact engineering for charge injection. The charge
injection from the substrates (or the current collector) to the
catalyst is also an important factor, as shown in Fig. 8a. Distinct
from the metallic one, semiconductor-type catalysts usually
suffer a considerable contact resistance, which is determined
by the Schottky barrier (the energy difference between the
valence (or conduction) band edge of the semiconductor and
the Fermi energy of the metal®®) as well as the Fermi pinning
effect.* Several strategies have been developed to reduce such
resistance, such as heterostructures and phase engineering,?®
to improve the charge injection.

In heterostructures, graphene with high conductivity®® and
an atomically-flat behavior,®® is a promising substrate to facil-
itate charge injection into the semiconductor materials. Such a
strategy has already been widely adopted in TMD-based semi-
conductor devices.®””*® For example, Cha et al. showed that the
HER activity of MoS, could be improved by introducing a
graphene-supporting layer to form a MoS,/graphene hetero-
structure.”® Similarly, Chen et al used a stitching contact
process to directly grow the bifunctional Cr-doped WSe,/gra-
phene for overall water splitting, as shown in Fig. 8b. They
constructed a microcell based on such a heterostructure for
overall water splitting (the inset of Fig. 8c), and it shows a much-
lowered overpotential (a reduction of 980 mV at 10 mA cm™?)
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Fig. 8 Contact engineering for charge injection. (a) Schematic illustration of the charge injection principle via a microcell. (b) Schematic of the formation
process of the Cr—WSe,/graphene heterojunction. (c) Polarization curves of the overall water splitting of Cr—WSe,/graphene and the corresponding
microcell shown in the inset image. (d) Optical images of three types of WTe,—MoS, heterostructures with WTe, contact (I, II, and lll) and the charge
injection pathways of WTe, edge-contact and heterostructure-contact. (e) The corresponding overpotentials of three types of heterostructures in (d).
(f) The influence of the contact resistance on the HER onset potential of MoS,. Inset: The optical images of single-layer MoS, microcells with exposure of

the edge (left) and the basal plane (right).
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under neutral conditions as compared to that of the pristine
WSe, microcell with gold metal contact. The authors attributed
such a superior performance to the self-stitching heterojunction
with a lower contact resistance.®® Besides the above graphene
contact, Cha et al. also constructed a WTe,~MoS, microcell with a
WTe, metallic contact. As shown in Fig. 8d, they systematically
investigated the basal plane (I) and the edge (II) in single-layer
MosS, and the basal plane in the MoS,-WTe, heterostructure (III)
using the microcells. It turns out that type III obtained the most
outstanding property with the lowest overpotential (135 mV +
5 mV) compared to the other two types (255 mV + 15 mV), as
shown in Fig. 8e. The authors attributed such an enhancement of
HER activity to the increased contact area that enhanced the
charge injection to the catalyst site in the MoS,-WTe, hetero-
structure (Fig. 8d 1v).*°

Besides the heterostructure, phase transition engineering
has been used to lower the contact resistance to enhance the
charge injection.”® For example, Chowalla et al. first used phase
transition engineering to provide insights into the role of
electronic coupling between the substrate and MoS, NS.*°
In that work, the authors made the microcells based on
monolayer MoS,, and used n-butyllithium to convert the 2H-
phase contact into a metallic 1T-phase one (that is, phase-
engineered contact). The HER catalytic properties of the basal
and edge plane of MoS, were examined, respectively, as shown
in Fig. 8f. They demonstrated that phase-engineered low-
resistance contact facilitated the charge injection from the
substrate to the catalysts, making the activity of the 2H basal
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plane (having S vacancies) comparable with 1T-phase and edge-
exposed microcells (Fig. 8f). As a result, the authors claimed
that the contact resistance is an essential factor, which must be
evaluated when comparing the relative activities among differ-
ent types of MoS, catalysts for the HER.

4.2.3 In situ conductance measurement. Following the
above injection process, the charges must transport to the
interface before the reaction happens, and such a charge
transport is usually susceptible to ion adsorption/desorption
behavior, that is, EDL-modulating the channel conductance.’?
Thanks to the FET-analog structure, the on-chip microcell
could be widely used to in situ study catalysts’ electronic
properties during the reaction process. This section introduced
in situ charge transport measurements at semiconducting
and metallic catalysts and discussed their different interfacial
phenomena.

Semiconducting catalysts. As discussed in Section 2, an EDL-
induced giant capacitance exists at the interface, which could
achieve an ultrahigh carrier accumulation (10'* em™? at just
several volts). Such a characteristic will lead to an effective
conductance modulation for semiconducting catalysts, as
shown in Fig. 9a. Fortunately, the on-chip microcell allows
one to in situ observe this conductance modulation and analyze
the corresponding mechanism. For example, our group
observed that the electrocatalytic reaction itself could strongly
modulate the surface conductance of semiconductor electro-
catalysts, and such a phenomenon was defined as self-gating.
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Fig. 9 In situ conductance measurement on semiconductor NSs. (a) Schematic illustration of the microcell-based in situ electronic/electrochemical
measurement. (b) The MoS, sheet conductance (Rs) and MoS,/graphene device contact resistance (R.) recorded at different applied potentials, obtained
from transfer length method (TLM) measurements. Inset: The top view of the image of the TLM platform based on a rectangle-patterned monolayer
MoS, with a graphene bottom-contact. (c) Real-time total resistance (Ri) curve (red) recorded along with the HER LSV curve (black) in 0.5 M H,SO,4.
Inset: The device with a channel length of 1 pm. The LSV measurement was carried out at 20 mV. The gray curve shows a simulated iR-uncorrected HER
LSV, which is extracted from the measured data (the black curve). (d)-(f) Demonstration of the self-gating phenomenon by in situ electronic/
electrochemical measurement on n-type MoS, (d), p-type WSe;gTeg, (e), and bipolar WSe, (f). In (d), n-type MoS, is turned on at a negative
electrochemical potential and delivers the HER. In (e), p-type WSe; gTeq 2 is turned on at a positive electrochemical potential and delivers the OER. In (f),
bipolar WSe; is turned on at both negative and positive electrochemical potentials and can deliver the HER and OER.
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Fig. 9d-f shows the typical in situ electronic/electrochemical
measurements of n-type, p-type, and bipolar semiconductors
during electrocatalysis, respectively. The semiconducting catalysts
can be modulated to be highly conductive (“on”) or insulating
(“off”), strongly correlating with the electrocatalytic reactions, that
is, n-type semiconductor catalysts (e.g., MXy; M = Mo, W, Re; X =
S, Se) favor cathodic reactions such as the HER, p-type ones
(e.g, Ni and Co-based catalysts) prefer anodic reactions such as
the OER, and bipolar ones (e.g., Ta/Nb-doped MoS, or WS,) tend to
perform both anodic and cathodic reactions.”

Close to the time of the above work, Esposito et al. observed
a similar phenomenon. In combination with the transfer length
method (TLM) and microcell, they first investigated the MoS,
sheet resistance in the electrochemical environment. They
found that both its sheet resistance (R;) and contact resistance
(R.) decreased with the applied potential (Fig. 9b). To correlate
with the HER process, they next in situ recorded the polarization
current and the total resistance (R, of MoS, simultaneously at
varied HER potentials. They observed a significant decrease (up
to 5 orders of magnitude) of the R, with the HER potential, thus
demonstrating a similar gating phenomenon (Fig. 9c). The
authors also demonstrated that the gating efficiency is strongly
dependent on the electrode configuration, where the MoS, layer
was positioned between the electrolyte and the back contact can
realize the full benefits of such a gating effect.®

Metallic catalysts. The conductance of metallic nanostructures
would also be affected under EDL, because the surface-bound
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molecules would scatter their electron density.”" Such an effect
will be magnified as the size of nanostructures is reduced to
several nanometers, e.g., ultrafine metallic NWs. Therefore, in situ
monitoring of the metallic nanostructures’ conductance also
presents a potential method to study ion adsorption/desorption
behavior during the reaction process, as shown in Fig. 10a.

The first example is that Ding et al. developed a microcell to
directly probe the electrochemical interfaces of Pt NWs.® They
showed that the electrical properties of ultrafine Pt NWs are
susceptible and selective to the electrochemical surface states.
The redox regions, e.g., HER, H adsorption/desorption region
(Hypa), double layer (DL) region, surface oxide formation/
reduction region (Oupa), and OER could be clearly distin-
guished from I5-Vs and normalized Gsp-Vg curves, as shown
in Fig. 10b. Using the microcell-based in situ measurement,
they also examined a series of electrocatalytic reactions such as
the H,0, reduction and oxidation reactions, methanol oxida-
tion reaction (MOR), and formic acid oxidation reaction (FOR),
demonstrating the reliability and generality of this method.

Focusing on the influence of electrolytes on the HER, Duan
et al. elaborated on the fundamental role of different cations
(Li*, Na*, and K') in HER kinetics using in situ charge transport
measurement (Fig. 10c). By combining systematic experiments
and theoretical studies, they concluded that the surface cover-
age of OH,q was enhanced by the presence of small cations
(Li*),>® as shown in Fig. 10c. Interestingly, such a method can
be extendable to more complex electrochemical reactions such
as the CO, reduction reaction (CO,RR). For example, Ding et al.
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In situ conductance measurement on metal NWs. (a) Schematic illustration of the microcell-based in situ electronic/electrochemical

measurement on metal NWs. (b) /g—Vs curves (in black) and normalized Gsp (conductance)-Vg curves (in red) of a typical Pt NW microcell.
(c) Normalized in situ conductance signal recorded at different potentials of the Pt NW device in 0.1 M MOH (M = Li, Na, and K) electrolyte. Inset:
The Li* enhances the coverage of OH,q. (d) Schematic illustration of different Pd—H states at the interfaces in KHCO3 (left panel) and KoHPO4/KH,PO,
(right panel) during the CO,RR processes. The yellow and brown cycles represent the adsorbed H on the surface (H,q4s) and absorbed H in the bulk (Haps),
respectively. (e) Summary of phase transition potentials of Pd (red) and Pd4Ag (blue) under CO,RR conditions in KHCOs and K,HPO4/KH,PO,4 obtained at

10 mV s~%
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utilized microcells to monitor and quantify the H sorption
process on different metallic NWs (Pd, Pt, Au, Pd,;Ag) during
the CO,RR process. The authors revealed a competitive relation-
ship between electrochemical CO,RR and hydrogen sorption
kinetics, related to the local electrolyte environment (proton
donors with different pK,), as shown in Fig. 10d. Moreover, a
more negative phase transition potential was also observed in
Pd,Ag, giving direct evidence for the weakened M-H interaction
in alloy catalysts to promote the CO,RR (Fig. 10e).”

5. Conclusion

The electrocatalytic strategies have attracted increasing
research interest in developing clean and sustainable energy.
However, the common particle-assembled measurement has
faced several limitations, such as average results of thousands
of samples, complex reaction interface, and unclear charge-
flowing pathway in the electrodes. With the maturation of
micro-nano processing technology, the on-chip microcell that
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provides an effective means to study the catalytic properties at a
single NW/NS level, has shown growing potential in electro-
catalysis. Table 1 highlights the current achievements based on
on-chip electrocatalytic microcells. For example, making use of
the reaction window, the on-chip microcell enables the identifi-
cation of the active site or monitoring of its changes at a single
nanomaterial level, such as (i) identification of the HER activity
of GBs, edges, different phases and doping, and heterostruc-
tures, as well as (ii) monitoring of the phase transition, GB
changes, and defect engineering. On the other hand, taking
advantage of the circuits, many fantastic strategies can be
developed to shed insight into the reaction behaviors, such as
external electrical field modulation, contact engineering for
charge injection, and in situ conductance measurements
as well.

Although significant progress has been made on on-chip
electrocatalytic microcells over the last decade, its research is
still in its infancy. There would be a long way to explore its true
potential. Hence, we propose our prospects in this emerging
field, as illustrated in Fig. 11.
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Fig. 11 Prospects for on-chip microcells. The challenges in this emergent field, such as measurement accuracy and the conductance issue, are
discussed. The applications of the on-chip microcells, e.g., the generality (reaction extension), guidance (model catalysis), multi-functions (combined

strategy), and others, are also expected.
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5.1 Challenges

5.1.1 Measurement accuracy. The current size of the reac-
tion window is usually >1 pm?. As is well-known, small size is
highly desirable for on-chip electrocatalytic microcells to
achieve a high spatial resolution. Unfortunately, a smaller
window leads to a weaker signal collected, making the mea-
surements highly susceptible to external factors such as work-
ing conditions and noise of electrical lines. For example, when
the order of microcell signals is about 10™° A, an accurate
evaluation of the Tafel slope extracted in the HER polarization
curve will require the background noise current to be as low
as 10°'" A (nearly close to the limit of the source meter).
Therefore, how to decrease the window size while eliminating
possible signal interfaces is still challenging. Here, optimiza-
tion of the device structure, development of the SMU circuit,
and exploration of other insulating layers (e.g., amorphous SiO,
or AlO, layer) are suggested.

5.1.2 Conductance issue. As mentioned above, the on-chip
electrocatalytic microcell, essentially, is based on the structure
of the electronic device; as a result, good conductivity is a
premise, especially for nonmetallic catalysts. Recent work has
demonstrated that the EDL had a strong modulation on the
conductivity of >30 types of nonmetallic catalysts (self-gating
phenomenon), covering a series of reactions such as the HER,
CO,RR, OER, and oxygen reduction reaction (ORR). It should be
noted that such an EDL-modulation can make nonmetallic
catalysts highly conductive or insulating, indeed being a critical
factor in affecting the charge transport. Therefore, the in situ
examination of the channel conductance is needed when we
collect the electrochemical reaction current in a microcell,
strictly promising the reliability of the measured data. On the
other hand, during the fabrication process, the reaction win-
dow may not fully expose the catalyst channel, thus failing to
tune the whole device to be conductive. Therefore, paying much
attention to the window position carved on the insulating layer
is also necessary.

5.2 Applications

5.2.1 Reaction extension. The current research mainly
focuses on the HER, OER, or ORR in an aqueous electrolyte.
Extending it to other complicated electrocatalytic systems, such
as the CO,RR, N, reduction reaction (N,RR), CH, oxidation
reaction (CH,OR), and electrocatalytic conversion of small
organic molecules, is meaningful towards the generality of
on-chip microcells. However, the encountered limitation is that
gas and liquid products are too little to be collected and
quantified, making it challenging to determine complex inter-
mediates, Faraday’s efficiency, and the conversion. Therefore,
combining microfluidic flow cells and in-line product analysis
with microcells shows potential for other complicated electro-
catalytic systems.

5.2.2 Model catalysis. The model-catalysis research pro-
vides great potential to shed light on the principle of the classic
catalytic reactions. Benefiting from the micro-nano processing
technology, the on-chip microcell enables the construction of a

888 | EES Catal, 2023, 1, 874-891
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clear model catalytic interface, such as heterostructure catalysis
with defined interfaces or components. Herein, taking the
alkaline HER as an example, heterostructure catalysts with
two components (ie., one is for water dissociation, and the
other is for hydrogen formation steps) are usually designed,
while the catalytic mechanisms are still in debate; for example,
clarifying how they interact between each other (hydrogen
diffusion from one to the other) or distinguishing which
reaction pathways dominate. Fortunately, using an on-chip
microcell, an ideal model two-component interface like A/B
together or with gaps, only A or B, A on B surface or B on A
surface, can be constructed through the micro-nano processing
technology, and their detailed catalytic properties can be exam-
ined through reaction windows. Moreover, taking advantage of
a recently-developed sub-10 nm processing technology, insights
into their interaction down to a molecular or atomic level will
be achievable in the future.

5.2.3 Combined strategy. The data provided by the current
on-chip microcell is only based on the reaction current and/or
conductance current. To give a full picture of the whole reaction
process (e.g., morphology/structure evolution, ion adsorption/
desorption, or the kinetic process), a combination of spectro-
graphic and/or imaging characterization techniques is encour-
aged, such as in situ XRD, XPS, TEM, TIRF (total internal
reflection fluorescence microscopy), Raman, IR, etc.””*°*> For
example, combined with Raman and IR, the structure change of
the catalyst and the reaction intermediates would be detectable
during the reaction process. Alternatively, using TIRF technology,
nanobubbles can be labeled by single fluorophores, allowing us
to reveal the process of gas nucleation to desorption and their
detailed three-phase interfacial dynamics.'® On the microcell
side, integrating a working electrode, counter electrode, and
reference electrode on a chip is needed, making such a combi-
nation strategy more feasible.

5.2.4 Beyond. Besides electrocatalysis, on-chip microcell
research can also be used in other electrochemical processes
like batteries. For instance, Mai et al. designed and assembled
an all-solid-state single nanowire battery for in situ detecting
the charge and discharge processes.'® Parkin et al. realized the
epitaxial growth of single-crystalline T-Nb,Os thin films with
vertical 2D channels, showing a larger and faster resistance
change and a wider voltage operation range during Li
interaction.'®* Besides, Cui et al. first reported the in situ study
of the electrochemical generation of sulfur on 2D layered
materials, and correlated the varied sulfur states with the
corresponding electrochemical behaviors, which shed light on
the electrode design for high-performance Li-S batteries.'*®

The on-chip microcell can be expandable to other fields,
such as photovoltaics, photoelectrochemical, thermoelectric,
and electrodialysis. For example, in photovoltaics, as early as
2007, Lieber et al. reported an on-chip single p-i-n silicon
nanowire solar cell.’®® In photoelectrochemistry, Geim et al.
reported a strong dependence of the photoelectrochemical
properties on the number of MoS, layers with the help of an
on-chip platform."®” In thermoelectrics, Zeng et al. investigated
the thermoelectric transport of 2D indium selenide (InSe) with

© 2023 The Author(s). Published by the Royal Society of Chemistry
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108 11y electrodia-

different thicknesses under the gate voltages.
lysis, Geim et al. investigated a series of monolayer crystals to
explore the proton transport properties of the atomic-thick
layer, promoting the development of electrodialysis and the
utilization of blue energy.'® Based on those efforts, more
tantalizing applications are encouraged to be underway and

come to fruition shortly.
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