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The recent advancements in electronic gadgets necessitate the use of flexible electrochemical energy

storage devices to power them. Supercapacitors are the best choices, but the availability of flexible

electrode-active materials with excellent electrochemical charge storage capacity is a major bottleneck.

The present review discusses the synthesis of flexible electrodes using rubber nanocomposites for

supercapacitor applications. This is the first report in the literature on the use of rubber nanocomposites

for supercapacitor application. Rubber and their derivatives are used as additives for the fabrication of

nanocomposites in both electrode-active materials and electrolytes. Initially, this review discusses the

properties of rubber nanocomposites, and then, their various synthesis methods are explained.

Furthermore, the preparation of electrode-active materials using rubber nanocomposites, particularly for
usmi Anna Thomas is a PhD
cholar at the Department of
hysics, Government College for
omen, Thiruvananthapuram,
ffiliated to the University of
erala, Thiruvananthapuram,
erala, India. She completed her
aster of Science (MSc) degree
ith a specialization in Physics
n 2018 from Mar Ivanios
ollege, Thiruvananthapuram
affiliated to the University of
erala), Kerala, India. She also
btained a Master of Philosophy
t rank holder) from the Noorul
Tamil Nadu, India, in 2020. Dr
s INUP project awarded by the
ormation Technology (MeitY),
ut the experimental work at the
gineering (CeNSE), Bangalore,
more than 40 research articles

ex of 17 and an i10-index of 29.
development of new-generation
such as transition metal chal-
electrochemical energy storage

ries and supercapacitors. She is
eer-reviewed journals such as
of Alloys and Compounds, and

Jayesh Cherusseri

Jayesh Cherusseri completed his
Master's degree (MSc) in
Physics, followed by a Master's
degree (MTech) in Nanomedical
Sciences. He obtained a PhD
with a distinction in Materials
Science from the Indian Institute
of Technology (IIT) Kanpur,
India in 2017. He was a recip-
ient of Dr D. S. Kothari post-
doctoral fellowship from India
in 2017 and the University of
Central Florida (UCF) post-
doctoral fellowship in 2018. He

has published more than 100 research publications including
research articles and book chapters. He holds an h-index of 32 and
an i10-index of 59, with more than 3500 citations. He has two
Indian and one US patent to his credit. He was a recipient of the
prestigious Brainpool Fellowship from NRF South Korea in 2024.
Dr Cherusseri is currently working as a Brainpool Fellow at
Gyeongsang National University, Jinju, South Korea. He was listed
in the Stanford University/Elsevier's List of Top 2% Scientists in
the World. He is a reviewer of several top-listed journals in the
world, such as Nature Communications, Advanced Materials,
Advanced Functional Materials, ACS Nano, Progress in Materials
Science, Journal of Energy Chemistry, etc. His current research
focuses on the synthesis and electrochemical applications of new-
generation ultrathin materials.

e for Women (Affiliated to University of

14, India

bDepartment of Chemistry (BK21 FOUR), Research Institute of Advanced Chemistry,

Gyeongsang National University, Jinju 52828, South Korea. E-mail: drjayeshpuli@

gmail.com

358–3383 © 2025 The Author(s). Published by the Royal Society of Chemistry

http://crossmark.crossref.org/dialog/?doi=10.1039/d5su00234f&domain=pdf&date_stamp=2025-07-26
http://orcid.org/0000-0002-8773-4538
http://orcid.org/0000-0002-0955-1576
http://orcid.org/0009-0007-1418-5797
http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d5su00234f
https://pubs.rsc.org/en/journals/journal/SU
https://pubs.rsc.org/en/journals/journal/SU?issueid=SU003008


Deepthi N: Rajendran

D
h
P
P
f
T
I
P
K
p
p
r
m
a

oxide fuel cells and supercapac
working as an Associate Profess
Department of Physics, Governm
uvananthapuram, Kerala, India. S
her guidance and ve students ar
her supervision.

© 2025 The Author(s). Published by

Tutorial Review RSC Sustainability

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

5 
Ph

up
ja

ne
 2

02
5.

 D
ow

nl
oa

de
d 

on
 2

02
5-

10
-1

7 
12

:2
0:

40
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
supercapacitor applications, is elucidated. The evaluation of the electrochemical performance of rubber

nanocomposite-based electrodes and supercapacitors is also explained with the help of cyclic

voltammetry, electrochemical impedance spectroscopy, and galvanostatic charge/discharge

measurement analyses. Rubber nanocomposites are suitable candidates for fabricating supercapacitor

electrodes as they possess the high tensile strength, natural abundance, flexibility, environmentally

friendly and low cost.
Sustainability spotlight

UN Sustainable Development Goal 7 (affordable and clean energy) manifests the importance of sustainable electrochemical energy storage devices such as
supercapacitors for use in next-generation electronic wearables. Polymer nanocomposite-based supercapacitor electrodes exhibit high energy density and
exibility, which are mandatory for the current and next-generation electronic wearables. Rubber nanocomposites are potential candidates for application in
exible and wearable supercapacitors both as a matrix for electrode-active materials and as an electrolyte binder. Highly exible rubber nanocomposite-based
supercapacitors can be used in electronic textiles to supply power to on-body electronic devices.
1. Introduction

The burgeoning urbanization and population explosion resul-
ted in water and energy scarcity worldwide.1–3 Improved living
standards and population growth have led to an increase in the
energy demand. Until the end of the 19th century, the energy
demand was primarily met by fossil fuel resources.4–6 Later on,
the increase in global warming and related climate change
introduced wide range of environmental concerns in the utili-
zation of fossil fuels.7,8 Accordingly, the use fossil fuels as the
primary sources of energy has reduced in the recent past owing
to the associated carbon dioxide pollution and global climate
change.9,10 To meet the global energy demands and for a better
future, the scientic community has been devoting consistent
efforts to develop advanced renewable and sustainable tech-
nologies. Consequently, energy production from renewable
energy resources has become a point of attraction for energy
researchers. The most available renewable energy resources
include solar, tidal and wind energies; however, their
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intermittent nature of energy production is a major bottleneck.
The energy generation from these renewable sources is
primarily weather dependent; hence, they are not promising
sources to deliver continuous power output.11,12 Therefore,
development of highly efficient energy storage devices is an
urgent need. Rechargeable batteries and electrochemical
capacitors (otherwise known as supercapacitors or ultra-
capacitors) have emerged as potential electrochemical energy
storage devices in the recent past owing to their enhanced
charge storage capacity.13 Although rechargeable batteries such
as lithium-ion batteries are the best candidates to achieve high
energy density, their major demerit lies in the low power
density.13 However, the long cycle life, wide range of operating
temperatures, and high power density introduced via rapid
charge/discharge processes has attracted the attention of
researchers and industry experts towards supercapacitors. The
development of high-performance supercapacitors is necessary
for high-end power applications such as electric vehicles.

The main components of a supercapacitor are electrode-
active materials (positive and negative), current collectors,
electrolytes, electrolyte separator membranes, and sealing
materials.14–16 Among these components, the electrode-active
materials play major roles in determining the charge storage
performance of the supercapacitor.17 Based on the charge
storage mechanisms, the supercapacitors are divided into three
major groups: electric double-layer capacitors (EDLCs), pseu-
docapacitors (or redox capacitors), and battery-type hybrid
supercapacitors (otherwise known as supercapatteries).18 Elec-
tric double-layer capacitors store charges by the formation of
a double layer of charges at the electrode/electrolyte interface,
hence electrode-active materials with a large surface area are
a prerequisite to achieve high performance.19 Examples are
carbon nanomaterials such as carbon nanotubes (CNTs) and
graphenes. As the name implies, the charge storage in EDLCs is
by means of non-faradaic mechanisms, i.e., there will be no
charge transfer reactions occurring at the electrode-active
materials. Hence, the EDLC electrodes exhibit good electro-
chemical stability and are best candidates for use in durable
applications. In the case of pseudocapacitors, the charges are
stored by the redox reactions, materials such as electronically
conducting polymers and transition metal oxides are the best
RSC Sustainability, 2025, 3, 3358–3383 | 3359
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materials ever used.20 Since the charge storage mechanism is by
redox reactions, there will be chemical reactions occurring at
the electrode surface and that eventually leads to the degrada-
tion of the electrodes aer a certain number of charge/
discharge cycles. This is inevitable since the charge storage is
by means of faradaic reactions and the life cycle of the pseu-
docapacitors are less than that of EDLCs. Supercapatteries are
novel electrochemical energy storage systems similar to super-
capacitors in which one of the electrodes is a supercapacitor
electrode, mostly composed of carbon materials, and the other
is a battery-type electrode, mostly composed of materials pos-
sessing battery-type charge storage, i.e., charge storage by
diffusion-controlled mechanisms. The materials that possess
battery-type charge storage are transition metal dichalcoge-
nides, particularly transition metal suldes such as nickel
sulde, cobalt sulde, and tin sulde.21–24

The individual electrode-active materials possess demerits,
which lead to low specic capacitance and low energy and
power densities. Electronic modulation by methods such as
doping and nanostructuring is a viable strategy to enhance the
charge storage performance of the electrode-active
materials.25–27 However, it is difficult to achieve an enhanced
charge storage performance for practical applications. This
issue can be overcome by preparing nanocomposites and
hybrid/heterostructures with different types of electrode-active
materials. By combining two or more different types of
electrode-active materials, the individual limitations will be
overcome and the synergistic effect of individual components
gives rise to enhanced charge storage capacity and long-term
stability. The preparation of nanocomposites and hybrid/
heterostructure helps in enhancing the charge storage
capacity by combining different types of charge storage mate-
rials in a single electrode, hence the specic capacitance gets
improved multiple times when compared to that of individual
materials.28 The charge storage performance of nanocomposite
electrodes is enhanced due to the change in their electrode
nanostructure and surface morphology, more electrode-active
materials exposed to electrolyte ions to take part in the elec-
trochemical reactions, porous architecture that allows easy
penetration of the electrolyte ions, enhanced electronic and
ionic conductivities, etc.29 Polymer-based nanocomposites have
gained great research interest in the recent past due to their
exibility, reliability, easy processing routes available, and low
cost.30–32 Various types of polymers are used to fabricate the
nanocomposite electrodes with electrode-active materials such
as carbon nanomaterials, metal oxides, and transition metal
dichalcogenides.33 In a nanocomposite electrode, an optimal
content of ller materials is mandatory to achieve the best
performance when using them as electrode candidates in
supercapacitors.34,35 In the case of battery-type electrode-active
materials, diffusion path lengths have a great inuence on the
intercalation/deintercalation of electrolyte ions through the
electrode nanostructure. Hence, layered materials are highly
preferred for the battery-type charge storage since the electro-
lyte ions can be easily migrated through the electrode nano-
structure without any hindrance.36,37
3360 | RSC Sustainability, 2025, 3, 3358–3383
Flexible and wearable electronic devices have gained great
research interest in the recent past due to their fantastic
applications in our daily life including on-body wearables,
synthetic skins, and Internet-of-Things (IoTs)-based health-care
monitoring systems.38 These wearable electronic devices require
exible energy storage devices to supply power to them. In this
aspect, most of the energy storage devices such as rechargeable
batteries and supercapacitors fail in performance as most of
these devices are rigid and not able to bend at different bending
angles based on the situation. However, rechargeable batteries
such as lithium-ion batteries are not safe to use in wearable
electronic devices due to the use of lithium and ammable
organic electrolytes in them. Hence, exible supercapacitors
using water-based electrolytes gained great research interest.
Flexibility is one of the major parameters which depends on the
practical application of a supercapacitor for electronic wear-
ables. Thus, it is necessary to introduce materials which provide
exibility, without diminishing their electrochemical perfor-
mance as well as long-term cycling stability. The major demerit
of using supercapacitors is the achievement of output voltage,
which is limited to the dissociation potential of water.39 Hence,
supercapacitor modules should be developed by connecting
individual supercapacitors in series and parallel combination
in order to obtain the voltage and specic capacitance with
respect to the practical requirement. The charge storage
performance of supercapacitor electrodes can be enhanced by
preparing nanocomposite electrodes composed of two or more
different types of electrode-active materials. In general, EDLCs
exhibit a lower specic capacitance than pseudocapacitors due
to the type of charge storage possessed by them.40

Natural rubber (NR) is harvested by tapping the bark of the
rubber tree (Hevea brasiliensis), which releases a milky white
liquid called latex. This latex is then processed through coagu-
lation, where acid is added to extract the rubber, and excess
water is removed. The resulting rubber is then rolled into sheets
or other forms for use in various applications. The NR exhibits
high elasticity, good abrasion resistance, resilience, good
availability, and low cost.41–43 This NR can be incorporated with
the electrode-active materials in order to prepare nano-
composite electrodes for application in supercapacitors. This
not only imparts exibility to the electrode active material but
also provides good mechanical strength as well as stretchability
to the supercapacitor manufactured. To avoid the difficulty
associated with the rigidity of high-performing supercapacitors,
the fabrication of high-performance stretchable electrodes
composed of NR is a facile approach.44 Rubber nanocomposite-
based supercapacitors provide high performance as well as
exibility, which can be easily integrated with exible and
wearable electronic textiles to supply power. This imparts ex-
ibility, the supercapacitor can be made as thin as possible and
these devices can also be stretchable during applications such
as bending and stretching.

The exibility and stretchability without any performance
alteration are the unique features of rubber nanocomposites for
various applications. There is a great demand for the rubber
nanocomposites for a wide variety of applications, which is
evident from the statistical representation of a number of
© 2025 The Author(s). Published by the Royal Society of Chemistry
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Scheme 1 (a) Number of publications and (b) number of citations received in the area of rubber nanocomposites for energy storage applications
in the literature from 2010 to 2024 (Source: Web of Science, Keyword: “Rubber nanocomposites for energy storage”).
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publications based on rubber nanocomposites for energy
storage applications reported in the literature from 2010 to
2024, as depicted in Scheme 1a. The number of citations
received for these publications for the past 15 years is depicted
in Scheme 1b. The statistics shows that the potential applica-
tions of rubber nanocomposites are increasing day by day,
particularly in the case of electrode-active materials for
Fig. 1 Outline of the review. (a) TEM image corresponds to CNTs
(10 wt%) in NR. Reproduced with permission from ref. 45 Copyright
(2006) Elsevier Inc. (b) Schematic of the rGO/silica/NR composite
prepared via a wet compounding procedure. Reproduced with
permission from ref. 46 Copyright (2020) MDPI. (c) Digital image of the
sample of S48 hydrogel. Reproduced with permission from ref. 47
Copyright (2023) Elsevier Inc. (d) Digital image of the supercapacitor
during the stretching experiment. Reproduced with permission from
ref. 61 Copyright (2018) MDPI.

© 2025 The Author(s). Published by the Royal Society of Chemistry
supercapacitors. Rubber nanocomposites are widely used as
electrode-active materials in exible and stretchable super-
capacitors. However, a review article in this eld is lacking in
the literature. This has motivated us to write a review on the
exemplary application of rubber nanocomposite-based elec-
trodes for supercapacitor applications. The present review deals
with the importance of rubber-based electrode materials for
supercapacitor applications. We discuss about the application
of rubber-based nanocomposites as supercapacitor electrode
active materials in polymer matrixes that provide high exibility
in applications. Fig. 1 provides the outline of this review.
2. Properties of rubber
nanocomposites

To introduce the multifunctional applications of rubber nano-
composites, a clear understanding of their properties is neces-
sary. This section deals with the fundamental properties of
rubber nanocomposites that are important for energy storage
applications such as electronic properties, mechanical proper-
ties, and optical properties.
2.1 Electronic properties of rubber nanocomposites

The NR exhibits signicant electronic properties to meet the
demands for electronic devices. However, a cross-linked/
vulcanized rubber without using a reinforcement inside the
matrix is not appropriate for promising application due to the
low electronic conductivity associated with rubber nano-
composites. Electronically conductive rubber composites have
gained prominent interest in different elds such as super-
capacitors, transistor, and sensors. Elastomeric materials have
low electrical conductivity of less than 10−11 S m−1. However,
the introduction of conductive llers can increase the electrical
conductivity to 10−2 S m−1. The prominent electronically
conductive character is achieved through the introduction of
RSC Sustainability, 2025, 3, 3358–3383 | 3361
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a percolation pathway of conductive llers in matrix, which
facilitates increasing the electrical conductivity even at lower
concentrations. Hence, there is a high demand for light-weight
low-cost alternative nanocomposites when compared to that of
traditionally developed rubber nanocomposites with electroni-
cally non-conducting llers. The nanollers play a crucial role
in the modication of the electronic conductivity of rubber
composites. There are various types of electronically conductive
llers used such as CNTs, graphenes, and reduced graphene
oxide (rGO).

Electronically conducting polymers are another class of elec-
tronically conducting materials. The examples of electronically
conducting polymers include polypyrrole, polyaniline (PANI), and
poly(3,4-ethylenedioxythiophene):polystyrene sulfonate. PANI is
a widely explored electronically conducting polymer that is suit-
able for preparing nanocomposite electrodes for electrochemical
energy storage devices such as rechargeable batteries and
supercapacitors. One of the major works that can be found from
the literature deals with the facile synthesis of PANI@cellulose
nanowhisker (CN)/NR nanocomposites having a three-
dimensional hierarchical architecture using bio-template
synthesis.48 Here, the layer of PANI is in situ synthesized over
a cellulose nanober template to prepare a PANI@CN nano-
hybrid having a higher aspect ratio and good dispersivity. Aer
this, the PANI@CN nanohybrid is selectively located at the
interfaces of the NR microsphere and organized to a three-
dimensional hierarchical network structure with co-coagulation.
The morphological studies of the prepared materials are carried
out by transmission electron microscope (TEM) imaging, as
shown in Fig. 2. The cellulose nanobers having a needle-like
structure with a length ranging from 200 to 500 nm can be
observed. Aer performing the in situ polymerization of aniline
monomers into a cellulose nanober, the PANI@CN nanohybrid
shows good dispersion with a rod-like architecture. PANI does not
produce a higher degree of aggregation. To evaluate the template
effect of cellulose nanobers, they are self-assembled and coated
over NR surface with latex microspheres, and their diameter is in
the range of few hundreds of nanometers (Fig. 2a). From this
image, it can be inferred that several NR microspheres were
encapsulated into the cellulose nanober, which is benecial for
the formation of a continuous network with a lower concentra-
tion of cellulose nanobers. The cellulose nanober shell was
coated into NR microsphere latex which is connecting to each
other.

Owing to this, the cellulose nanober makes selective
localization to interstitials between NR microspheres and
organizes to a continuous network, as shown in Fig. 2b. This
leads to the formation of an interconnected network, which
originated from individual cellulose nanobers, which act as
a prototype for a three-dimensional hierarchical conductive
network in the NR matrix. The electrical conductivity delivered
by these hybrids is evaluated with undeformed sample by two-
point measurement with a resistance meter for R # 2 × 108 U
or using a ZC36 high resistance instrument for R > 2 × 108 U.
Rectangular strip (40 mm× 10 mm× 1 mm) or square (100 mm
× 100 mm × 1 mm) samples were used for electrical studies.
Five samples were selected for each individual sample to attain
3362 | RSC Sustainability, 2025, 3, 3358–3383
a mean value. The volume resistance, Rv, is converted into
volume resistivity, rv, according to ASTM D4496 and D257:

rv ¼ Rv

A

t

where ‘A’ is the effective area of the electrode in m2 and ‘t’ is the
specimen thickness (in m). The conductivity measurement of
PANI/NR and PANI@CNs/NR with different loading amounts of
PANI is shown in Fig. 2c. Here, the PANI@CN nanohybrid is
synthesized with a constant feeding mass ratio of aniline/CNs,
and the resulting mass ratio of aniline/CNs is 1.5/1. An
optimal amount of conductive ller required to produce the
insulator-to-conductor ratio is known as the ‘percolation
threshold’. The PANI@CNs/NR nanocomposite shows much
reduced electrical conductivity threshold for percolation (3.8 phr
at 3.6 vol%) than the PANI/NR composite (8.8 phr at 8 vol%).
Moreover, prominent conductivity enhancement is obtained for
every sample. The electrical conductivity of the PANI/NR
composite with 5 phr PANI is 0.5 × 10−14 S m−1, but in the
case of PANI@CNs/NR composite with a similar loading fraction,
it reaches 3.8× 10−3 S m−1, showing a prominent improvement,
∼11 orders in magnitude. This improved conductivity is due to
the biotemplate comprising CNs and the three-dimensional
hierarchical conductive multiscale structure with the NR
matrix. The mass ratio of PANI to cellulose nanober in the
electrical conductivity of the PANI@CNs/NR nanocomposite is
investigated through tuning the feeding mass ratio introduced
by aniline to cellulose nanober during polymerization. The
feeding mass ratio of aniline/cellulose nanober was 2/1, 4/1,
and 8/1. The PANI/cellulose nanober nal mass ratio was 0.8/
1, 1.5/1, and 2.6/1, representing that the quantity of PANI
deposited on cellulose nanobers is increased with the increase
in the mass ratio of aniline/cellulose. The inuence of the
feeding mass ratio of aniline to cellulose nanober on the elec-
trical conductivity of PANI@CNs/NR having PANI with 7.5 phr is
shown in Fig. 2d. A maximum electrical conductivity of 5.4 ×

10−2 S m−1 was obtained for the aniline/cellulose nanober at
a feedingmass ratio of 4/1. When this feeding ratio reduced to 2/
1 and increases to 8/1, the conductivity makes a reduction to 2.4
× 10−4 and 2.0× 10−4 S m−1, respectively. It is observed that the
electrical conductivity of this NR-based composite is inuenced
with the amount of PANI deposited on cellulose nanobers. The
present study demonstrates the inuence of additives in the
improvement of NR nanocomposites for multifunctional appli-
cations. These electronically conducting additives have prom-
inent importance in the performance of elastomers.
2.2 Mechanical properties of rubber nanocomposites

Mechanical features such as tensile strength, stiffness, and
resilience are important parameters, which affect the real-time
applications of elastomeric materials. The use of pristine NR
latex (NRL) possesses low mechanical properties, hence nano-
llers are extremely important to strengthen their mechanical
properties. The properties of ller materials such as large surface
area, good electronic conductivity, and mass are important
parameters that determine the properties of the resulting
© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 2 (a and b) TEM images of cellulose nanofiber/NR nanocomposites synthesized with cellulose nanofibers and NRL microspheres; (c)
electrical conductivity variation in the PANI@CNs/NR nanocomposite with respect to PANI loading; (d) influence of the feeding mass ratio of
aniline and cellulose nanofibers on the electrical conductivity of the PANI@CNs/NR nanocomposite with 7.5 phr PANI; (e) stress–strain curve of
the pure NR, PANI/NR nanocomposite, and PANI@CNs/NR nanocomposite. Reproduced with permission from ref. 48 Copyright (2014), the
American Chemical Society. (f) Ultraviolet-visible spectra of Cl-NR and composites with varying contents of CuAl2O3 nanoparticles. Reproduced
with permission from ref. 49 Copyright (2022), Springer Nature.
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nanocomposite material. The advancements in the eld of elec-
tronic wearables necessitate exible and wearable electrodes for
their development. Among the various options available, rubber
nanocomposites with improved mechanical properties are inev-
itable for exible electrode fabrication. A work which relates to
the fabrication of wearable sensors with pre-vulcanized NR and
epoxidized NRL added with graphene oxide (GO), graphene
powder, graphene pastes and rGO is an example.50 The authors of
this work prepared various rubber nanocomposites with varying
graphene components and analysed its performance. The tensile
strength of these rubber nanocomposites was evaluated using an
Instron machine with 10 N load cell capacity operating at room
temperature. From this experiment it is observed that an efficient
loading for GO-incorporated pre-vulcanized rubber latex is at 1.5
phr having sonication similar to the pre-vulcanized NR/graphene
powder. The occurrence of graphene in pre-vulcanized rubber
was found to improve the mechanical features of the rubber
nanocomposites. Thus, it was found that graphene in pre-
vulcanized rubber improved the mechanical properties of
rubber latex and can be used for a variety of applications. In the
case of epoxidized NR 50 latex, the percolation point is taken at
a less amount of reduced ller loading of <0.1 phr. However, the
values of other combinations are not good in comparison with
the performance shown by epoxidized NR 50 latex with graphene
components. The increase in the mechanical features held by
epoxidized NR 50 latex is due to the mobility held by graphene
grown over the surface of NR perfectly. Thus, this study intro-
duced the feature of graphene in the enhancement of mechanical
properties of NR nanocomposites. The tensile strength of
PANI@CNs/NR nanocomposites having a three-dimensional
hierarchical architecture is found to be superior to that of pure
NR and PANI/NR,48 as shown in Fig. 2e. These results indicate the
effect of llers on the tensile properties of NR. For the NR, the
tensile strength is 1.7 MPa, but for PANI@CNs/NR nano-
composites, it is increased to be about 267.3% (6.1 MPa) and for
the PANI/NR nanocomposite, it is 3.4 MPa (an increase of
∼103.0%). Young's modulus of PANI@CNs/NR is about 10.7 MPa
and it is found to be 29.7 times greater than that of the pristine
NR (0.4 MPa) and 4.6 times greater than that of the PANI/NR
nanocomposite (2.3 MPa). Hence, it can be said that the PAN-
I@CN hybrid is an efficient candidate in the NR reinforcement
due to the higher tensile strength and Young's modulus of CNs.
The increase in dispersity obtained for the PANI@CN nano-
composite is due to the bio-template effect produced by the CNs,
which enhances themechanical strength of the NR. Elongation at
the breaking point of PANI/NR and PANI@CN/NR nano-
composites is lower than that of the pristine NR, which is
common for all the nanocomposite materials prepared with ller
components. These results show that the bio-template prepara-
tion and latex co-coagulation route help in improving the elec-
trical conductivity and mechanical strength of NR composites.
2.3 Optical properties of rubber nanocomposites

The optical features of rubber nanocomposites have signicant
attention in various elds such as in luminescent devices and
light-emitting diodes. The optical properties of rubber
3364 | RSC Sustainability, 2025, 3, 3358–3383
nanocomposites were investigated by scientists by studying the
effects of chemical modications such as epoxidation, hydroge-
nation, chlorination and dehydrohalogenations on non-polar
rubber for improving the compatibility with the polar ller and
nonpolar diene rubber for the modication of electrical, optical
andmechanical features. Among the various chemically modied
rubber nanocomposite samples, the chlorinated elastomer
exhibits high ame resistance, chemical resistivity, adhesive
architecture and mechanical feature compared to the parent
polymer with respect to the occurrence of electronegative chlorine
segments in the diene rubber backbone. Chlorinated NR (Cl-NR)
nanocomposites with different contents of zinc ferrite nano-
particles were synthesized by a roll mill approach.51 From
ultraviolet-visible absorption spectroscopy, the Cl-NR exhibits
a characteristic p–p* transition peak observed at 320 nm. There
occurs a peak shi from 320 nm toward 324, 325, 288, 323, and
284 nm when loaded with 1, 3, 5, 7, and 10 phr zinc ferrite
nanoparticles, respectively. The shiing of peak toward a higher
wavelength is due to the efficient nanoller incorporation inside
the polymer matrix. Among the various combinations, a nano-
ller with 5 phr was found to exhibit a uniform distribution
within the Cl-NR matrix. The nanocomposite with a broad peak
indicates the nanoparticles in random arrangement, but a sharp
peak indicate the uniform arrangement of nanollers within the
rubber matrix. The nanocomposite having 10 phr concentration
holds low-wavelength absorption due to the agglomerated llers
within it. This composite shows an increase in absorbance
intensity with a ller loading of 5 phr, representing the inter-
molecular interaction of the ller and chlorinatedmatrix. There is
a report based on the unvulcanised NR/copper alumina nano-
composite by a two-roll mixing approach.49 The ultraviolet-visible
spectra recorded for the Cl-NR and its composite are shown in
Fig. 2f. Here, the Cl-NR occupies ap–p* transition peak at 286 nm
possesses a low intensity. From this gure, it is clear that the Cl-
NR/CuAl2O3 nanocomposites exhibit a peak in the high-
wavelength region due to the efficient incorporation of CuAl2O3

in the Cl-NR matrix. The peak shi from 286 nm toward a higher
wavelength clearly indicates the type of interaction between the
CuAl2O3 nanoller and the Cl-NR matrix. At 5 phr CuAl2O3

loading, the absorption peak exhibits a higher intensity, intro-
ducing an adequate ller concentration within the Cl-NR matrix.
However, at a higher loading more than 5 phr, the peak with
reduced intensity can be observed, as the interfacial adhesion of
polymer components decreases at a higher loading in accordance
with the high ller–ller interaction than the ller–polymer
interaction. There exists a structural alteration for the Cl-NR with
respect to an increase in CuAl2O3 loading.
3. Synthesis methods of rubber
nanocomposites

There are different methods available for the preparation of
rubber nanocomposites such as solution mixing, mechanical/
melt mixing, and latex mixing. This section discusses these
various methods with their importance in designing specic
© 2025 The Author(s). Published by the Royal Society of Chemistry
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rubber nanocomposites with different types of nanollers that
can be manufactured on a larger scale.
3.1 Synthesis of rubber nanocomposites by solution mixing

The solution mixing process involves the mixing of polymer
solution and nanoller dispersion together by ultrasonication,
shear mixing or stirring. Aer this procedure, the polymer/
nanoller dispersion obtained is taken for casting in a mold
and kept for evaporation of the solvents. NR nanocomposites
were prepared by a solution mixing approach by Fakhru'l-Razi
et al. in which multi-walled CNTs (MWCNTs) were used as the
nanollers using toluene as the solvent.45 The MWCNT
Fig. 3 TEM images corresponding to CNT in the NR nanocomposite.
Reproduced with permission from ref. 45 Copyright (2006), Elsevier Inc

© 2025 The Author(s). Published by the Royal Society of Chemistry
introduced with concentration such as 1, 3, 5, 7, and 10 wt% by
maintaining the overall mass of the nanocomposite as 10 g. The
procedure involved in the preparation of NR/MWCNT nano-
composite can be divided into four steps. The rst step is the
preparation of MWCNT dispersion, and it involves MWCNT
dissolution/dispersion in a toluene solvent in order to disen-
tangle the individual nanotubes. These nanotubes are typically
clinging together and introduce lumps, which make processing
difficult. In order to resolve this, a certain amount of MWCNTs
are introduced into a specic quantity of toluene solution aer
careful weighing. The prepared solution was then kept for
sonication, to introduce effective nanotube dispersion. In this
present study, the authors prepared solutions by varying the
CNTs with (a) 1 wt%, (b) 3 wt%, (c) 5 wt%, (d) 7 wt%, and (e) 10 wt%.
.
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concentration of MWCNTs such as 1, 3, 5, 7, and 10 in 10 mL
toluene. In the second step, the dissolution of NR in toluene was
carried out. In a typical procedure, 10 g NR is introduced into
500 mL of toluene and undergoes stirring until it makes
a uniform dispersion. In the third step, the melt preparation
was carried out, by mixing of two solutions prepared in previous
steps to blend the MWCNTs in NR. Finally, the nanocomposite
comprising the NR and MWCNTs were pressed using a hot
press and cut to a standard shape. The microstructure and
dispersion of MWCNTs in the NR are veried by TEM imaging,
and the corresponding TEM images are depicted in Fig. 3. From
Fig. 3a, it can be observed that both the short and long
MWCNTs are dispersed within the NR matrix. A homogeneous
distribution of MWCNTs in the NR can be observed. The
MWCNTs are open at both ends during the dispersion of
MWCNTs in toluene, with the aid of ultrasonic frequency
vibration and mechanical stirring. The range of distance
between the individual MWCNTs in the matrix is observed to be
wide and oriented with good interface interaction between
them. The diameter of individual MWCNTs is in the range of 2–
20 nm with both short and long nanotubes. Fig. 3b shows the
TEM image of the nanocomposite having 3 wt% MWCNTs in
the NRmatrix, and the orientations of MWCNTs are found to be
randomized. Fig. 3c–e show MWCNTs in the NR matrix having
concentrations of 5, 7, and 10 wt%, respectively. The TEM
images clearly indicate that an increase in the concentration of
MWCNTs in NR makes the orientations of nanotubes more
randomized. The MWCNT orientations inuence the mechan-
ical properties of the nanocomposite. The solution mixing
process is an efficient route for the preparation of rubber
nanocomposites, but the removal of solvents is found to be
a serious concern in it.
Fig. 4 TEM images of an (a) NR with DDA clay and (b) NR with ODA-
modified clay. Reproduced with permission from ref. 52 Copyright
(2005), Elsevier Inc.
3.2 Synthesis of rubber nanocomposites by mechanical/melt
mixing

In this method, nanocomposite fabrication is performed using
an internal mixer such as ball-mill and two roll-mill. An exper-
imental work carried out by Sharif et al.52 signies the impor-
tance of mechanical/melt mixing approach in the preparation of
rubber nanocomposites by considering NR/clay composites.
NR/clay composites are prepared through melt mixing using
a Haake internal mixer at a temperature of 120 °C. Here the
speed of the rotor is set at 60 rpm for 10 minutes. The
composites are compression molded at a temperature and
pressure of 120 °C and 110 kg cm−2, respectively. The prepared
sample sheets are having a dimension of 150 mm × 150 mm ×

1 mm. The irradiation is performed in air using a Cockro
Walton-type electron beam accelerator at 2 MeV acceleration
voltage having a beam current of 5 mA, and the rate of dose is
set to be 50 kGy per pass. The organoclay sodium montmoril-
lonite is modied with cationic surfactants such as dodecyl
ammonium chloride and octadecylamine ammonium chloride.
The XRD analysis revealed that the silicate layer dispersion in
the NR matrix show regular arrangement of silicate layers in
both the pristine/intercalated form and an irregular arrange-
ment during the complete layer exfoliation. The sodium
3366 | RSC Sustainability, 2025, 3, 3358–3383
introduced clay have an interlayer distance of 1.22 nm, and it is
expanded to 1.38, 1.32, 1.31, and 1.25 nm for the case of NR
containing 1, 3, 5, and 10 phr sodium-modied clay. The
hydrophilic character of sodium-modied NR is highly affected
by NR intercalation. The TEM images displayed in Fig. 4a and
b show that the NR with dodecyl ammonium chloride-modied
clay has exfoliated lamellae and tactoids consisting of different
numbers of lamellae and tactoid aggregates. However, the NR
with octadecylamine ammonium chloride-modied clay
exhibited a uniform distribution of silicate layers in it without
any possible clay aggregation.
© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 5 Wet compounding procedure combined with an ultrasonic-assisted latex mixing route for preparing rGO/SiO2/NR nanocomposites.
Reproduced with permission from ref. 46 Copyright (2020) MDPI.
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The mechanical/melt mixing approach is appropriate for
industrial processes since this procedure has the merits of
environment-friendliness, low cost, fast production, high effi-
ciency and large-scale production. This method is solvent-free
and stands as a major substitute for the solution mixing
procedure. However, one of the major drawbacks of
mechanical/melt mixing is the application of higher tempera-
ture, as it adversely inuences the stability of nanollers and
surface functionalization. The processing of any material at
a higher temperature is always a major demerit. The compati-
bility of nanollers and polymers during the processing inu-
ences the properties of the prepared nanocomposites. There is
a chance for reduction in the uniform dispersion of llers in the
matrix when the viscosity of the matrix is very high or when
there is a higher ller loading.

3.3 Synthesis of rubber nanocomposites by latex mixing

In this approach, elastomers are used in the latex form and this
method is environmentally friendly and cost-effective. Through
a latex mixing approach, it is possible to prepare a uniform
dispersion of rubber nanocomposites without any possible
aggregation or agglomeration. In order to prove the feasibility of
the latex mixing approach for the synthesis of rubber nano-
composites, NR modied-rGO lled with a higher content of
silica (SiO2) is demonstrated.46 Initially, nanosized SiO2 nano-
particles are dispersed in deionized water by ultrasonication
and mechanical stirring at room temperature. Then, a denite
quantity of GO is dispersed in deionized water using an ultra-
sonic bath at a temperature of 25 °C for 3 h to prepare an
aqueous dispersion of GO. Later, NRL was taken andmixed with
a GO solution under sonication for a period of 2 h. Further, the
SiO2 dispersion is introduced inside the rubber latex mixture
during which it was agitated with ultrasonic and mechanical
© 2025 The Author(s). Published by the Royal Society of Chemistry
mixing for a period of 2 h. Furthermore, the other vulcanization
additives containing surfactants are kept for pre-emulsication
using a high-speed mixer, and it is introduced and dispersed in
a latex mixture through ultrasonication and stirred for a dura-
tion of 2 h. Cystamine dihydrochloride solution is added
dropwise into the latex mixture for coagulation and hydrazine
hydrate was introduced into the system with ultrasonic and
mechanical stirring for a duration of 2 h at a temperature of 60 °
C, to reduce GO into rGO. The resulting coagulated SiO2/rGO/
NR solid sample is ltered, washed several times with water
and placed in an oven for vacuum drying at a temperature of
60 °C for a duration of 30 h. The SiO2/rGO/NR solid is mixed for
a duration of 5 minutes in an open twin roll-mill at room
temperature having a fraction ratio of 1/1/1 and a nip gap of
around 0.5 mm. Later, the SiO2/rGO/NR solid underwent
compressive molding for a temperature and pressure of 150 °C
and 15 MPa, respectively, for optimum curing time, and it is
cooled under a pressure of 10 MPa at room temperature for
a duration of 30 minutes to prepare various vulcanized samples.
The schematic representation of the synthesis procedure is
given in Fig. 5. From the morphological analysis using TEM, the
authors of this work observed that there exists a uniform
dispersion of both SiO2 and rGO. Even at a higher concentration
of SiO2, rGO makes good dispersion within the NR matrix. It is
found that rGO make a preferable orientation within the NR
matrix other than the embedded SiO2 nanoparticles.

4. Applications of rubber
nanocomposites in supercapacitors

Based on the electrode conguration, supercapacitors are
divided into three categories: symmetric, asymmetric, and
battery-type hybrid supercapacitors.53 Nanocomposite
RSC Sustainability, 2025, 3, 3358–3383 | 3367
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electrodes are the most widely used ones in fabricating
a supercapacitor due to their improved conductivity, high
specic capacitance, good chemical and electrochemical
stability, etc. A symmetric supercapacitor makes use of both its
electrodes of the same type, whereas in the case of an asym-
metric supercapacitor, both the electrodes are of different types
based on the nature of charges possessed by them. In general,
activated carbon is an example of the negative electrode used in
an asymmetric supercapacitor. In a battery-type hybrid super-
capacitor, the positive electrode possesses diffusion-controlled
charge storage, hence named ‘battery-type’. Due to the exi-
bility, rubber nanocomposites become potential electrode
candidates for application in supercapacitors. The NRL
contains cis-1,4-polyisoprene and non-rubber-type components,
which easily make a polymer linkage to other materials during
the preparation of supercapacitor electrodes.54,55 GO is a prom-
inent candidate for supercapacitor electrode fabrication, which
Fig. 6 (a) FESEM and (b) HRTEM images of pristine GO; (c and d) FESEM a
with permission from ref. 57 Copyright (2015), Elsevier Inc.

3368 | RSC Sustainability, 2025, 3, 3358–3383
contains an sp2 hybridized planar carbon sheet with a large
surface area and a higher number of oxygen-containing surface
functional groups.56 The introduction of GO to NRL latex helps
in improving the thermal, mechanical and electrical properties
of the electrode-active material. However, there are less studies
reported based on the inuence of various properties such as
the thermal, mechanical and electrical properties of the
electrode-active material for supercapacitor applications. The
GO/NRL nanocomposite synthesized by an electrochemical
exfoliation route was used as an electrode-active material for
supercapacitors.57 In this work, GO was synthesized by a one-
step approach using sodium dodecyl sulfate with 0.01 M
concentration. GO and NRL were mixed in a volume ratio of 1/1
via stirring and bath sonication for a duration of 2 h followed by
drop-casting onto a 5 cm × 5 cm container. Then, the resulting
drop-casted sample was dried overnight. A two-step process was
also adopted to compare the microstructure and surface
nd (e and f) HRTEM image of the GO/NRL nanocomposite. Reproduced

© 2025 The Author(s). Published by the Royal Society of Chemistry
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morphology of the GO/NRL nanocomposite with the traditional
method. The eld-emission scanning electron microscope
(FESEM) image of GO (Fig. 6a) shows a rose petal-like archi-
tecture having a thin and almost transparent sheet. The oxida-
tion is the reason behind the wavy architecture in GO. High-
resolution TEM (HRTEM) image conrms the ultrathin nature
of GO (Fig. 6b). The oxidation on GO conrmed the presence of
oxygen-containing surface functional groups via the Fourier-
transform infrared (FTIR) spectrum and an absorption peak
observed at 230 nm in the ultraviolet-visible spectrum.

Aer performing a one-step intermixing of GO into NRL,
a fair smooth surface having agglomerated GO is obtained
(Fig. 6c). The interfacial interaction between GO and NRL is
denoted by red arrows. The authors of this work conrmed it
using FTIR spectroscopy analysis too in which a reduced
intensity for the hydroxyl group originated from the interaction
between NRL and oxygen-containing surface functional groups
on the GO sheets. However, a rough and fractured surface in the
nanocomposite can be observed, which was synthesized by
a traditional mixing approach (Fig. 6d). The aggregation of GO
nanosheets as a result of inhomogeneous distribution of GO
nanosheets in the NRL matrix is represented by blue arrows.
The HRTEM image of the nanocomposite synthesized via a one-
step approach (Fig. 6e) shows the uniform dispersion of GO
nanosheets when compared to that of the one prepared by
conventional mixing (Fig. 6f). The charge storage characteristics
of the as-prepared GO/NRL nanocomposite electrodes were
evaluated by cyclic voltammetry (CV) analysis. The CV proles
obtained for the GO/NRL nanocomposite electrodes prepared
by one-step and two-step mixing methods within a xed
potential window of 0.0–1.0 V are depicted in Fig. 7a and b,
respectively. The CV curves display pseudocapacitive charge
storage possessed by the GO/NRL nanocomposite electrodes.
The specic capacitance for the GO/NRL nanocomposite elec-
trodes synthesized by a one-step method was calculated to be
103.7 F g−1, whereas it was only 32.6 F g−1 for the one synthe-
sized via a two-step method. The authors of this also conducted
the current–voltage analysis and calculated the conductivity of
Fig. 7 CV profiles of the GO/NRL nanocomposite electrodes prepared
Reproduced with permission from ref. 57 Copyright (2015), Elsevier Inc.

© 2025 The Author(s). Published by the Royal Society of Chemistry
both the GO/NRL nanocomposite electrodes. A high conduc-
tivity of 7.12 × 10−5 S cm−1 was obtained for the GO/NRL
nanocomposite electrode synthesized by a one-step method,
whereas it was only 3.62 × 10−7 S cm−1 for the one prepared by
a two-step method. The agglomeration of graphene nanosheets
as well as the homogeneous distribution of graphene nano-
sheets within the NRL matrix is responsible for the conducting
channels, which in turn gives rise to an enhanced conductivity
and the redox-active GO is responsible for the high specic
capacitance. These results indicate that the designing of the
electrode material for supercapacitors and the synthesis steps
adopted inuence the charge storage characteristics of
supercapacitors.

With respect to this higher electrochemical performance
delivered by the GO/NRL composite, the authors illustrated
a mechanism behind its formation. The OH and O radicals
introduced from H2O anodic oxidation open the edge sheet via
an oxidative cleavage reaction. This facilitates the non-covalent
intercalation of surfactants having a hydrophilic tail group
within the graphite layer. The weaker bonding force present
between graphite layers introduced exfoliation and GO sheet
precipitation. Aer preparing the GO solution, the NRL is
subsequently mixed, the same as in a two-step approach. The
surfactant's hydrophilic headgroup is forced to interact with
NRL particles that are covered through positive and negative
charges in protein and phospholipid molecules. The NRL is
making a direct linkage and self-arrangement along the
surfactant tail surface coated by GO. However, in the case of
a conventional mixing approach, there is one tail group con-
necting GO and NRL, at an interaction ratio of 1/1. In compar-
ison with the one-step approach, there exists an increase in
electrical conductivity through tail numbers connecting GO and
NRL. This is introduced due to the negative charge in the
hydrophilic headgroup that initially directed to NRL, providing
sufficient interaction between GO and NRL before the surfac-
tant tail is intercalated into the graphite layer. By this approach,
the interaction between GO and NRL increases, in comparison
to the two-step route. This interaction exists between GO and
via the (a) one-step mixing method and (b) two-step mixing method.
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NRL is further increased during intermixing by supplying power
at 5 V. Thus, the GO/NRL nanocomposite prepared via the facile
one-step approach exhibits efficient electrical and capacitive
performance with respect to the two-step route. The present
study demonstrates the potential application of GO/NRL
nanocomposites in supercapacitors.

A comparative analysis was conducted on the one-step and
two-step synthesis procedure of GO/NRL nanocomposites, and
the electrical features of the nanocomposites were evaluated to
use them as efficient electrode materials for supercapacitor
fabrication.58 Here, the GO/NRL nanocomposite was prepared
with SDS as the surfactant and NRL as the natural polymer.
Different concentrations of SDS were used ranging from 0.001
to 1.000M to obtain a highly optimized GO/NRL nanocomposite
with efficient electrical characteristics. At the same time, the
NRL polymer volume incorporated in nanocomposite produc-
tion is xed at a volume ratio of 1/1 of GO dispersion. With
respect to GO dispersion introduction in the NRL polymer,
there is a prominent increase in measured conductivity (2.33 ×

10−9–5.08× 10−7) S cm−1 in comparison to the NRL polymer (in
the order of 10−12 S cm−1). Here, 0.01 M of SDS-GO/NRL poly-
mer nanocomposite is synthesized through one-step approach,
which shows a higher conductivity of 7.12 × 10−5 S cm−1 with
respect to the nanocomposite prepared with 0.1 M (2.59 ×

10−7 S cm−1), 1.0 M (4.92 × 10−8 S cm−1) and 0.001 M SDS (4.42
× 10−9 S cm−1). A high conductivity was obtained when 0.01 M
SDS is used and it can be due to the optimized GO dispersion
and higher interconnectivity between the individual GO sheets.
An increase in conductivity observed for the GO/NRL nano-
composite is obtained by GO structure variation having a large
number of wrinkles inuencing the proper dispersion of GO in
the nanocomposite, which allows an efficient conductive
pathway within the NRL matrix. Additionally, the concentration
of surfactant plays a role in the generation of a percolating
pathway between GO sheets, and it is more essential to render
insulating NRL for the production of nanocomposites with
electrically conducting GO. The GO/NRL nanocomposite is
fabricated via a conventional two-step approach. From the I–V
curve of a 0.1 M SDS-GO/NRL polymer nanocomposite prepared
via a two-step approach, it is found that this combination
possesses a higher conductivity of 5.08 × 10−7 S cm−1. Later, it
is analysed with a sample prepared with 0.01 M SDS concen-
tration and it shows a conductivity value of 3.62 × 10−7 S cm−1.
The 0.001 M SDS-GO/NRL nanocomposite sample exhibits a low
conductivity of ∼2.33 × 10−9 S cm−1. In comparison to the GO/
NRL nanocomposite prepared by a one-step approach, the
nanocomposite synthesized by a two-step procedure exhibits
low conductivity. This occurred due to a reduced diffusion rate
of GO to NRL matrix, which results from reduced interaction
between the GO and NRL in the nanocomposite synthesized via
a two-step process. The utilization of a high electrolyte
concentration of SDS greater than 0.1–1.0 M for GO production
resulted in lower interaction between the GO and NRL for the
nanocomposite prepared by a two-step approach. Using an SDS
electrolyte having a high electrolyte concentration greater than
0.1–1.0 M to produce GO results in a reduced electrical
conductivity of 2.37 × 10−8–4.92 × 10−8 S cm−1, which occurs
3370 | RSC Sustainability, 2025, 3, 3358–3383
through GO agglomeration produced at a given electrolyte
concentration. The high electrical conductivity value of GO/NRL
nanocomposite prepared for SDS concentration of 0.01 and
0.1 M made it as a suitable candidate for supercapacitor anal-
ysis and they evaluated the electrochemical performance of it.
In the CV curve, there exists a slight deviation from the rect-
angular shape to a leaf-like structure, which indicates the
pseudocapacitive charge storage. The specic capacitance ob-
tained for the supercapacitor electrode prepared with a 0.01 M
SDS GO/NRL nanocomposite via a one-step approach is 107 F
g−1, which is observed to be higher than that of the nano-
composite prepared by a two-step method (32.6 F g−1). In the
case of 0.1 M SDS-GO/NRL composite synthesized by one- and
two-step approaches, the specic capacitance is observed to be
80 and 0.4 F g−1, respectively. This prominent difference in
capacitance observed between the nanocomposite electrodes
prepared by a two-step approach by using 0.01 and 0.1 M SDS
produces a reduced current response in the range of 1.08 mA–
2.10 mA in comparison to the nanocomposite synthesized by
a one-step approach (6.9–8.0 mA). These results conrm that
the procedure to fabricate a GO/NRL nanocomposite inuences
the charge storage performance of the supercapacitor electrode.
The high degree of agglomeration in GO (0.1 M SDS) is due to
the availability of oxygen-containing surface functional groups
attached to the GO sheets, which restricts the ionic diffusion
pathways, thereby causing less interaction between the elec-
trode and the electrolyte.

There are some demerits in the application of NRL for
practical application due to its viscous nature, heat sensitivity,
reduced solvent resistance, etc.59 Thus, the vulcanization of NRL
is a favourable route and it is performed via two approaches
such as sulfur vulcanization and radiation vulcanization. The
radiation vulcanization method is the preferred and most
commonly used method for the cross-linking of rubber than the
sulfur vulcanization approach. The radiation vulcanization
involves the higher penetration of gamma rays from a radioac-
tive source, that is 60Co, and the acceleration of lower energy
electron beam from the electron accelerator. This radiation-
vulcanized NRL (RVNRL) has reduced cytotoxicity and higher
degradable character as well as low emission of sulfur dioxide
than that in the case of a sulfur-vulcanized NRL. The synthetic
RVNRL, used in zinc-free or non-sulfur vulcanization systems,
has a higher thermal stability and modulus strength to resis-
tance. RVNRL was established in the early 1950's itself, which
satises a higher level of end-product application than that of
sulfur-vulcanized NRL.

By understanding the features of RVNRL, researchers adop-
ted a two-step method to prepare a rGO/RVNRL nanocomposite
for the preparation of supercapacitor electrodes.60 In a typical
procedure, hydrazine hydrate is used as a reducing agent for GO
to obtain rGO. The hydrazine hydrate is added to a GO solution
and mixed in a volumetric ratio of 1/100 and the preparation of
rGO/NRL nanocomposite is carried out by stirring and ultra-
sonication. In addition to this, the rGO/RVNRL nanocomposite
is also prepared with SDS as the surfactant. Here, 0.1 M SDS is
used to prepare GO, and it takes 24 h. The resulting SDS and GO
dispersion undergo stirring and sonication by the RVNRL
© 2025 The Author(s). Published by the Royal Society of Chemistry
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matrix introduction before cast drying overnight. The nano-
composite is prepared by using another surfactant, 1,4-bis(-
neopentyloxy)-3-(neopentyloxycarbonyl)-1,4-dioxobutane-2-
sulfonate (TC14), and it is observed that ∼4.15–4.3 wt% of GO
and rGO is consumed during the preparation of TC14-GO/
RVNRL and TC14-rGO/RVNRL nanocomposites. Aer perform-
ing reduction, the conductivity of the TC14-rGO/RVNRL nano-
composite is obtained to be 1.32× 10−3 S cm−1, which is greater
than that of the TC14-GO/RVNRL nanocomposite (2.65 ×

10−4 S cm−1). These results show that the conductivity of
nanocomposites prepared using the surfactant TCl4 is much
higher than that prepared with SDS, which is ∼1.79 ×

10−5 S cm−1. The results obtained show that the reduced
surface tension of TC14 tripletail surface above the particular
critical micelle concentration level in RVNRL matrix leads to an
efficient adsorption on rGO sheet thereby creates highly
conductive nanocomposites in comparison with the SDS. From
CV measurements, it is observed that the TC14-rGO/RVNRL
nanocomposite electrode exhibits a specic capacitance of 95
F g−1 at a scan rate of 100 mV s−1 whereas it is 63 F g−1 for the
TC14-GO/RVNRL nanocomposite electrode. These results
unveil the high efficiency of rGO for the charge storage over GO
due to high electronic conductivity. The introduction of the
RVNRL polymer contributes to a slight increase in the charge
transfer resistance of the rGO/RVNRL nanocomposite electrode.
In addition, a wrinkled architecture in the prepared rGO sheets
exhibit efficient accessibility to the electrolyte ions, which not
only make penetration to the outer portion of rGO but towards
its inner region also, in comparison to higher agglomeration
occurring in GO sheets. Moreover, the rGO/RVNRL nano-
composite electrode exhibits good wettability obtained via the
residual functional groups present on rGO sheets, therefore it
increases the amount of hydrophobic polar sites. By incorpo-
rating GO and rGO in the RVNRL matrix, a less cracked surface
was observed in the case of the TC14-GO/RVNRL nano-
composite. The TC14-rGO/RVNRL nanocomposite shows effi-
cient distribution of rGO sheets with few aggregations, which is
caused by reduced affinity introduced between rGO sheets due
to the usage of TC14. For comparison, the nanocomposite of
rGO/RVNRL assisted through SDS surfactants has higher
agglomerated rGO sheets, as a result of reduced effective
interaction between SDS–rGO dispersion and RVNRL matrix.
Using HRTEM imaging, the authors of this work observed that
the GO/RVNRL assisted with TC14 surfactants shows more
agglomerated GO sheets with respect to rGO/RVNRL, where
a well dispersed rGO was observed in the as-prepared nano-
composite. However, in the nanocomposite prepared using
SDS, there exists a higher agglomeration of rGO sheets that
gives rise to a reduced conductivity to the nanocomposite.60

Stretchable supercapacitors become a fascinating energy
storage device, particularly for electronic wearables. The indis-
pensable component in a stretchable supercapacitor is the
highly exible and stretchable electrode that have the capability
to deliver high power as well as impart exibility. Apart from the
advantageous features of stretchable supercapacitors, there
exist some demerits, which hinder the fabrication of a stretch-
able supercapacitor with high mechanical durability. Initially,
© 2025 The Author(s). Published by the Royal Society of Chemistry
the electrode-active material-coated substrate should possess
a higher degree of tolerance to strain. To resolve these prob-
lems, different structures are introduced, which include the
electrode-active material fabricated on a polymetric lm
substrate, coating the electrode-active material on a textile
fabric, and wrapping of electrode-active materials on elastic
polymer bers. Second, the mechanical robustness and stability
of other components of supercapacitors such as current
collectors and electrolytes during stretching need to be guar-
anteed. The point is the necessity to develop a simpler fabri-
cation method to prepare and assemble the stretchable
supercapacitor. Without meeting these requirements,
a stretchable supercapacitor is not able to operate accurately
under harsh mechanical conditions such as stretching defor-
mation. Recently, there are various methods established for the
fabrication of stretchable supercapacitors. Single-walled CNTs
(SWCNTs) or graphene deposited over a buckled rubber
substrate can be used as stretchable electrodes for super-
capacitor fabrication. The electro-active material-coated
substrate used for the fabrication of stretchable super-
capacitors is necessary to promote higher electrical conductivity
and adequate elasticity.

A stretchable supercapacitor based on electrospun elastic
rubber nanobrous mats with SWCNTs is reported in the
literature.61 In this work, poly(styrene-b-butadiene-b-styrene)
(SBS) is used as an electrospun nanober due to its good elas-
ticity and a highly stretchable silicone gel (Ecoex) mixture is
used as the substrate. Ecoex exhibits a Young's modulus of
∼60 kPa, which is observed to be soer than commonly used
polydimethylsiloxane (PDMS), which affords highly improved
mechanical features during stretching. By simple dipping and
drying procedures, SWCNTs are deposited over electrospun
SBS. Since the coating process has a higher inuence on the
surface features of the SBS nanober, utmost care needs to be
given for the surface treatment during the processing. The
electrochemical performance evaluation of supercapacitors is
carried out in 1-ethyl-3-methylimidazolium bis(tri-
uoromethylsulfonyl)imide electrolyte. In a typical procedure,
the electrode preparation process involves SWCNT coating over
SBS nanobrous mats, which are attached to an Ecoex lm
through gentle pressing to achieve good adhesion. Due to the
tacky behaviour of the Ecoex surface, the SWCNT coated on
the SBS nanober mat is rmly attached to the rubber surface
and it acts as a porous electrode. In addition, the SBS nano-
brous mat is immersed in [EMIM][NTf2], which act as a sepa-
rator between a pair of identical Ecoex/SBS nanobrous with
SWCNT-coated mat electrodes. To assure proper electrical
contact, a copper strip is attached to the edge portion of each of
the SWCNT-coated SBS bermat electrode and a clip was placed
in the middle of each cell. The assembled supercapacitor is
mounted onto the custom-made stage for stretching and elec-
trochemical analysis. The aqueous SWCNT solution dispersed
in various surfactants hardly wet the nanober surface of SBS
due to the efficient intrinsic hydrophobic character of SBS. In
addition to this, the rugged surface present in the SBS nanober
enhances its hydrophobicity. Consequently, to coat SWCNTs,
wetting characteristics need to be improved with proper surface
RSC Sustainability, 2025, 3, 3358–3383 | 3371
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treatment that increases the surface energy of the SBS nano-
brous mat. The morphological features of the SWCNT/SBS
nanobrous mat were examined aer three various treat-
ments of the SBS nanober surface: ultraviolet ozone (UVO),
polydopamine coating, and uorinated surfactant (Zonyl)
treatments. These proposed methods are widely established to
increase the surface wettability, which leads to improved
adhesion. Aer the UVO treatment, SWCNTs do not make
uniform adherence to the surface of the SBS nanober. This is
due to the rugged surface in the SBS nanobrous mat, which
does not make UVO to reach its surface within a three-
dimensional brous matrix. For polydopamine coating, nano-
ber lms are simply immersed in a dopamine solution under
basic conditions, which results in decorating polydopamine on
the ber surface. A uniform SWCNT coating is achieved by this
method when compared to the UVO treatment. Finally, the SBS
nanober surface was treated by a uorinated surfactant, Zonyl.
The SBS nanober lm with Zonyl treatment is carried out by
dipping the SWCNT in a Zonyl solution. The changes present in
the wetting characteristics of the SWCNT for a Zonyl-treated SBS
nanober are prominently different from the untreated SBS
nanober mat. In addition, the SWCNT density on the SBS
nanober was found to be higher than that of the other two
methods followed, such as UVO treatment and polydopamine
treatment. The SWCNT layer number is generally about 1–2
layers on the SBS nanober, resulting in a SWCNT thickness of
∼10–40 nm. The electrochemical analysis of the supercapacitor
electrode is evaluated in a two-electrode cell conguration. The
Fig. 8 Electrochemical performance of the supercapacitor during stretc
GCD curves at different applied strains of 0%, 20%, and 40%; (c) photogra
capacitance at different current densities at different applied strains of 0%
0, 50, and 100 times repeated stretch/release cycles at an applied strain
exercise (0, 25, 75, and 100) of stretch/release cycles. Reproduced with

3372 | RSC Sustainability, 2025, 3, 3358–3383
CV analysis is performed at different scan rates ranging from
0.005 to 0.1 V s−1. The CV curves thus obtained exhibit a rect-
angular shape with symmetric nature at all scan rates, which
indicates high reversibility during the charge/discharge
process. Volumetric capacitances of 12.8, 9.8, 5.6, and 4.3 F
cm−3 were obtained at scan rates of 0.005, 0.01, 0.05, and 0.1 V
s−1, respectively. Galvanostatic charge/discharge (GCD)
measurements were performed for the supercapacitor and
a slight deviation from the typical linear relationship between
the time and potential at different current densities was
observed. The authors of this work evaluated the supercapacitor
performance under various strain rates. By stretching the
supercapacitor to 0%, 20%, and 40% of strain, the CV curves
(Fig. 8a) have maintained their original shape, indicating that
there is no prominent change or damage occurring even in the
liquid atmosphere in the inner portion of the device. However,
when the supercapacitor stretched at a higher strain of 50%,
a change in CV curve in terms of a reduced area under the curve
was observed. Since the area under the CV curve is a measure of
the charge storage possessed by the supercapacitor, at a higher
applied strain, the charge storage of the supercapacitor got
diminished. The GCD curves obtained at different applied
strains such as 0%, 20%, and 40% exhibit a deviation from the
typical linear charge/discharge character (Fig. 8b). The experi-
mental set-up used to test the stretch in the supercapacitor is
given in Fig. 8c. Hence, it can be said that the tolerable
stretching is below 40% of applied strain. The volumetric
capacitance calculated at a current density of 0.021 A cm−3 is
hing; (a) CV curves at different applied strains of 0%, 20%, and 40%; (b)
ph of the supercapacitor stretching experimental setup; (d) volumetric
, 20%, and 40%; (e) GCD curves at a current density of 0.045 A cm−3 for
of 40%; and (f) change in volumetric capacitance during the stretching
permission from ref. 61 Copyright (2018) MDPI.

© 2025 The Author(s). Published by the Royal Society of Chemistry
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found to be 15.2, 14.8, and 14.5 F cm−3 at an applied strain of
0%, 20%, and 40%, respectively. This indicates that the fabri-
cated device has good capacitance retention even at an applied
strain of 40%. A reduction in volumetric capacitance is observed
upon increasing the current density at an applied strain of 40%
when compared to that of the 0% strain (unstretched condi-
tion), as shown in Fig. 8d. This may be due to the ineffective ion
dissociation/accumulation in the SWCNT/SBS porous nanober
mat electrode. Moreover, the functionality of device remains
under better conditions. The GCD curves obtained at different
cycle numbers such as 1st, 50th, and 100th during the repeated
stretch/release cycles performed at a constant current density of
0.045 A cm−3 with an applied strain of 40% are shown in Fig. 8e.
The variation in the volumetric capacitance obtained at
different cycle numbers during the stretch/release exercise is
depicted in Fig. 8f, from which it can be inferred that there was
only 1% capacitance loss at its 50th and 100th cycles when
compared to that of the rst one. This stretching exercise clearly
shows the harsh mechanical deformation and the high
robustness of the supercapacitor fabricated with the SWCNT/
SBS porous nanober mat electrodes. The supercapacitor
possesses a volumetric energy density of 2–5.6 mWh cm−3 and
a volumetric power density of 158–1450 mW cm−3 at a current
density in the range of 0.021–0.208 A cm−3, respectively.

Synthetic or polar NRL exhibits high mechanical strength.
Low-temperature exfoliated GO incorporated with different
types of NRL-based nanocomposites such as GO/NRL, GO/
RVNRL and GO/epoxy NRL 25 (ENRL25) and their electro-
chemical performances were studied recently.62 The use of GO
without any stabilization process results in a reduced disper-
sion level within the NRL nanocomposite. To avoid this, the
authors of this work used a hyperbranched triple-tail surfactant,
TC14. The proposed TC14 surfactant helps in the exfoliation,
intercalation, and stabilization of GO nanosheets in an aqueous
solution during the electrochemical exfoliation procedure. The
GO/NRL and GO/RVNRL nanocomposites are synthesized by
a one-step electrochemical exfoliation procedure. In a typical
procedure, a TC14-GO : NRL ratio of 1 : 1 is used at an applied
voltage of 7.0 V for 2 h before performing cast drying overnight.
Mechanical stirring and bath sonication are adopted for the
preparation of both GO/NRL and GO/ENRL25 nanocomposites.
Before preparing the nanocomposite of GO with NRL, the
surface morphological features of GO are studied, which
possess a wavy architecture of separate graphitic sheets due to
efficient oxidation by an electrochemical exfoliation approach.
The FESEM analysis of GO/NRL, GO/RVNRL, and GO/ENRL25
nanocomposites is analysed. There occurs an introduction of
bump-like GO particles, which make an uneven distribution in
the nanocomposite. This is due to the high van der Waals
interaction for GO itself and a low GO–NRL interaction. Bigger
GO particles agglomerated are pulled out from the NRL inter-
face, thus a slight reduction in electrical conductivity is ob-
tained for the GO/NRL nanocomposite. There occur fractures
and fewer crack surfaces in the GO/RVNRL nanocomposite. In
the case of the GO/ENRL25 nanocomposite, a crumpled
morphology is observed for the GO sheet. The incomplete
insertion of a polar group in epoxy into the interlayer spacing of
© 2025 The Author(s). Published by the Royal Society of Chemistry
GO sheet results in the GO layer pull out from the nano-
composite. However, the GO/ENRL25 nanocomposite exhibits
efficient interaction in comparison to that of the GO/NRL
nanocomposite. The GO/NRL nanocomposite having a lower
concentration of exfoliated GO leads to the formation of bigger
clusters on the nanocomposite surface. This is due to the
restacking character of GO itself and reduced covalent interac-
tion between the GO and the NRL matrix. The efficient syner-
gistic effect of GO dispersion stabilized with triple-tails in TC14
surfactant and RVNRL matrix which contributes to improve-
ment in dispersion level in the nanocomposite led to a fracture
surface. The fractured surface in the GO/RVNRL nanocomposite
proves that an efficient interaction occurs between oxygen
functional groups present in the GO sheet and hydroxyl groups
and free radicals in the RVNRL matrix. In the case of the GO/
ENRL25 nanocomposite, there exists a reduction in the
cluster size of GO in comparison to the GO/NRL nano-
composite. This is due to the increase in compatibility and the
covalent reaction between the GO dispersion and the ENRL25
matrix because of the presence of an epoxide end group in the
ENRL25 matrix. However, there are larger agglomerates of GO
sheets in the ENRL25matrix, resulting in a non-uniform surface
in comparison to the GO/RVNRL nanocomposite. The CV
analysis of the prepared nanocomposites is performed to
investigate the charge storage characteristics within a potential
window of 0.0–1.0 V in a 1 M KOH aqueous electrolyte. The GO
addition in various nanocomposites prepared in this study is
found to enhance the charge storage characteristics. The CV
curves show typical redox-type charge storage possessed by the
GO in the nanocomposite electrodes. The GO/NRL nano-
composite electrode exhibited a specic capacitance of 30 F g−1,
which is higher than that of GO/ENRL25 (10 F g−1) and GO/
RVNRL (5 F g−1) nanocomposite electrodes. The variation in
the specic capacitance of these nanocomposite electrodes is
mainly due to the difference in their conductivities. The wrin-
kled structure of GO in the NRL matrix in the case of the GO/
NRL nanocomposite triggers the faster movement of electro-
lyte ions, and the presence of various oxygen-containing surface
functional groups gives rise to an enhancement in the specic
capacitance. These observations agree with high current
response achieved through a GO/NRL polymer nanocomposite
(∼3.5 mA) compared to the GO/ENRL25 (∼0.72 mA). The lower
charge storage performance of the GO/RVNRL nanocomposite
is due to the possession of a higher number of defects present
in the RVNRL matrix, which reduce the accessibility to ion
penetration in the electrodes.

Methyl-graed NR (MG49-NR)-based electrolytes are re-
ported for supercapacitor application in the recent past.63 In
this study, the MG49-NR-based electrolyte was prepared with
corresponding speciality rubber and natural graphite-based
electrode-active materials used for the supercapacitor fabrica-
tion. Initially, MG49-NR is cut into small pieces and dissolved in
tetrahydrofuran inside a fume cupboard for 12 h. Later,
Zn(CF3SO3)2 is dissolved in tetrahydrofuran for 24 h. The MG49-
NR : Zn(CF3SO3)2 composition is xed to be 1 : 0.6 and
a conductivity of 0.6 × 10−4 S cm−1 is achieved at room
temperature. Further, these two solutions are mixed, kept under
RSC Sustainability, 2025, 3, 3358–3383 | 3373
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magnetic stirring, poured to a Petri dish and le for the evap-
oration of the solvent in order to make a thin lm. The struc-
tures of MG49-NR and Zn(CF3SO3)2 are schematically shown in
Fig. 9a and b, respectively. Attenuated total reectance FTIR
spectroscopy analysis is performed to examine the chemical
bonding information of MG49-NR, Zn(CF3SO3)2 andMG49-NR +
Zn(CF3SO3)2 and the transmittance spectra recorded are
depicted in Fig. 9c. The prominent region of interest is the
oxygen atom present in the carbonyl group (–C]O) positioned
at 1740–1700 cm−1 and the ether group (C–O–C) located at
1250–1050 cm−1. The symmetric stretching introduced by
carbonyl group n(–C]O) at 1727 cm−1 occurs for poly(methyl
methacrylate) (PMMA), which causes a slight broadening, and it
shis to 1725 cm−1 aer blending with a Zn(CF3SO3)2 salt. This
process conrms the weak stretching mode in the C]O
carbonyl group due to efficient intermolecular interaction.
However, the bond length of n(–C]O) in PMMA is long, due to
the higher electronegativity of oxygen atoms, which pull Zn2+

ions toward central atoms, thus the bond between carbon and
oxygen is stretched in the carbonyl group. In addition to this,
the proposed intermolecular interaction affects the vibrational
band corresponding to the –O–CH3 group. Aer incorporating
Zn(CF3SO3)2 salt into the MG49-NR matrix, there is a shi from
1447 to 1449 cm−1. This blueshi is a signature of strong
symmetry stretching between oxygen and methyl groups, con-
rming the successful formation of the polymer–salt complex.
Additionally, the peak positioned at 1147 cm−1 corresponds to
the asymmetrical nas(–C–O–C) stretching and the peak located
at 1271 cm−1 corresponds to the ns(–COO–) stretching in MG49-
NR, which were found to be shied toward 1154 and 1278 cm−1,
respectively, by the incorporation of a Zn(CF3SO3)2 salt. This
Fig. 9 Schematic of (a) MG49-NR and (b) Zn(CF3SO3)2 and (c) attenuate
Reproduced with permission from ref. 63 Copyright (2023), Wiley Verlag

3374 | RSC Sustainability, 2025, 3, 3358–3383
higher stretching occurs in the electronegativity of double
bonds held by carbon with oxygen, and they coordinated by
Zn2+. These results indicate a highly efficient intermolecular
interaction between the oxygen from the carbonyl group of
PMMA in the MG49-NR matrix with Zn ions. The crystallinity of
MG49-NR, Zn(CF3SO3)2 salt, and MG49-NR + Zn(CF3SO3)2 is
analysed by XRD analysis, and the spectra obtained are shown
in Fig. 9d. The XRD spectra of MG49-NR consist of peaks at 2q=
29.5°, 36.0°, and 39.5°, which correspond to the PMMA in
MG49-NR and it reveals its semicrystalline nature. Moreover,
the XRD spectra held by a Zn(CF3SO3)2 salt contain peaks at
8.3°, 17.0°, 20.6°, 21.2°, 23.3°, 23.9°, 24.5°, 28.6°, 29.6°, 30.4°,
33.6°, 34.2°, 35.2°, 35.9°, 36.9°, 37.7°, and 39.9°, which conrms
the higher crystalline character of salt. By blending with the
MG49-NR polymer, the intense peaks at 29.5°, 36.0°, and 39.5
disappear. It is due to the reduction in the semicrystalline
architecture held by a polymer salt matrix. There exists
a disappearance of peaks hold by Zn(CF3SO3)2 blended with
MG49-NR. This conrms the good solvation of Zn(CF3SO3)2 in
the MG49-NR matrix.

A supercapacitor is assembled by sandwiching two similar
natural graphite electrodes with the MG49-NR + Zn(CF3SO3)2
electrolyte, and the performance is evaluated by CV analysis and
GCD measurements. The CV curves of the supercapacitor ob-
tained at different scan rates are shown in Fig. 10a. The CV
curves display a typical box-type nature, indicating the EDLC
charge storage possessed by the supercapacitor due to the
natural graphite electrode. At higher scan rates, the nature of
CV becomes different, and a change from the box-type curves
toward the highly resistive character can be observed. The poor
accumulation of charges at the electrode/electrolyte interface
d total reflectance FTIR and (d) XRD spectra of the proposed samples.
VCH.

© 2025 The Author(s). Published by the Royal Society of Chemistry

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d5su00234f


Fig. 10 (a) CV curves at different scan rates; (b) capacitance variation with respect to scan rates; (c) CV curves at different cycle numbers (1 to
500); and (d) plot of variation in the specific capacitance of the single electrode for 500 continuous cycles at a fixed scan rate of 10 mV s−1.
Reproduced with permission from ref. 63 Copyright (2023), Wiley-Verlag VCH Ltd.
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may be the reason for this nature since at higher scan rates,
there will be insufficient time available for the electrolyte ion
interaction with the electrode surface. Fig. 10b display the
variation in the specic capacitance at different scan rates. The
specic capacitance of the supercapacitor is found to be
decreased signicantly upon increasing the scan rate. The
cycling stability of the supercapacitor is examined for 500
continuous CV cycles, and the CV curves obtained at each cycle
are depicted in Fig. 10c. From these curves, it can be observed
that the area under the curve decreases upon increasing the
cycle number and the area becomes very much lower for the
500th cycle when compared to that of the rst cycle. The specic
capacitance variation at different cycle numbers during the
cycling test is plotted in Fig. 10d. A specic capacitance of 30.85
F g−1 is obtained at its rst cycle, whereas it is only 7.82 F g−1

aer completing 500 cycles. This deterioration rate is faster in
the beginning (say up to 50 cycles) and then it became slow.
However, considering the factors such as safety and reduced
cost, the polymer electrolyte used in this study is better than the
commercially available solid-state electrolytes that utilize
organic solvents. The authors of this work evaluated the varia-
tion in capacitance from GCD measurements. The GCD
measurement was carried out for the supercapacitor for
continuous 5000 cycles. A specic capacitance of 12 F g−1 is
obtained for the rst cycle, and it is found to be decreased
signicantly upon cycling and a specic capacitance of 0.2 F g−1
© 2025 The Author(s). Published by the Royal Society of Chemistry
is achieved aer completing 5000 cycles. This initial fast
reduction in specic capacitance is due to the absence of
a perfectly formed interface aer fabrication. Aer some
charge–discharge cycles, the device attains maturity and the
interface is active. The decrease in specic capacitance in
continuous cycles suggests the introduction of ion-pairs and
aggregates in electrolyte, depletion of the electrolyte–electrode
interface and weakening of the electrolyte. During charge–dis-
charging, ions form pairs, which lead to ion aggregation that
does not favour ion migration. Therefore, there is a reduction in
the number of ions accumulated at the electrode/electrolyte
boundary with overall reduction in specic capacitance. In the
rst cycle, the energy density attains a value of 1.69Wh kg−1 and
it is reduced to 0.02 Wh kg−1 aer completing 5000 cycles.

Hydrogel electrolytes become a prominent choice as elec-
trolytes for supercapacitor applications due to their salient
features such as good exibility, reduced cost, safety, and
biodegradability. Currently, the advancements in energy storage
technology demand developing stretchable and exible devices,
but the electrolyte compatibility is a major bottleneck. Hydrogel
electrolytes are better alternatives that can resolve these issues.
However, balancing the various factors such as ionic conduc-
tivity, stretchability, and self-healing capability is still a chal-
lenge. Among the various types of matrices developed for solid
polymer electrolytes, the epoxidized NR (ENR) has unique
features such as so elastomeric features at room temperature,
RSC Sustainability, 2025, 3, 3358–3383 | 3375
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adhesiveness, and reduced glass transition temperature (Tg). A
Tg of −21 °C for 50 mol% ENR and −43 °C for 25 mol% ENR
were obtained.47 By introducing the ENR in the hydrogel, it
introduces the hydrogel with a hydrophobic group, which
originates from hydrophobic interactions between cross-linked
hydrogels. By the introduction of the hydrophobic segment to
the hydrophilic polymer segment for co-polymerization, the
hydrophobic segment behaves as a dynamic cross-linking point
to the hydrogel.47 There is a report based on the signicance of
ENR-related copolymer hydrogel electrolytes for the fabrication
of an EDLC.47 In this study, ENR is copolymerized by acrylamide
and acrylic acid. The copolymer hydrogel is prepared by free
radical phenomena, and glutaraldehyde is used as a cross-
linker. In this work, the hydrogel with chemical cross-linking
is prepared through the dispersion of desired quantities of
ENR in water. The ENR/water dispersion is mixed with the
accurate concentration of acrylamide, acrylic acid, ammonium
peroxodisulfate, and glutaraldehyde. Here, glutaraldehyde is
used as a cross-linking agent, which makes cross-linking with
ENR, acrylamide, and acrylic acid. The prepared mixture is kept
under stirring at a temperature of 100 °C and the hydrogel
network is introduced by radical polymerization aer a time
period of 20 minutes. This hydrogel is further immersed in 1 M
Na2SO4 at a temperature of 25 °C for different time intervals
such as 0, 24, 48, and 72 h, and these samples are labelled as S0,
S24, S48, and S72, respectively. The hydrogel contains a func-
tional group like amine. By soaking in a Na2SO4 solution, sulfate
ions (SO4)

2− having a negative charge are interacted with posi-
tively charged groups in the polymer chain in a hydrogel, like an
amine group. This interaction produces ionic bonds that cross-
linking polymer chains lead to a highly rigid structure in the
hydrogel. The proposed process indicates the formation of
a second network, named it chain entanglement interaction
and the resultant structure is not compulsorily a separate
network within the hydrogel, but produces modication in the
existing network structure by introducing new cross-linking.
The morphological features of freeze-dried S0, S24, S48, and
S72 samples are examined. The S0 sample exhibits a porous
architecture, and it is formed through chemical cross-linking in
ENR, acrylamide and acrylic acid with glutaraldehyde. By
introducing salt to the prepared hydrogel, S24, S48, and S72
have a compact architecture with few pores. There exists
a signicant reduction in pore size due to the interaction
between the salt and the polymer during the immersion
process. The ions produced from salt replace water present in
the hydrogel since they are highly attracted by a polymer chain,
thus the surface of hydrogel becomes shrunk and collapses. In
the energy-dispersive X-ray spectroscopic analysis, it was found
that S0, S24, S48, and S72 contain carbon, nitrogen and oxygen,
whereas S24, S48, and S72 samples contain additional amounts
of sodium and sulfur. This clearly shows that salt makes
a distribution completely in the immersed hydrogel. Further,
the electrodes for EDLC are prepared by using a porous material
like porous carbon having an adequate surface area. The
authors of this work introduced the electrode-active material,
CNT, with porous carbons. The features of CNTs such as large
surface area, good electronic conductivity, ballistic electron
3376 | RSC Sustainability, 2025, 3, 3358–3383
transport, and mesoporous structure make them attractive
electrode-active materials for supercapacitor application. By
incorporating CNTs with porous carbons, an improvement in
the electrochemical charge storage is expected due to the
synergistic effect of both the electrode-active materials. EDLC is
fabricated with two identical electrodes sandwiched by the
hydrogel electrolyte in between two stainless-steel current
collectors. Four EDLCs are fabricated with each type of
hydrogen electrolytes developed in this study such as S0, S24,
S48, and S72 and the as-fabricated EDLCs are labelled as PC/S0/
PC, PC/S24/PC, PC/S48/PC, and PC/S72/PC. CV analysis is per-
formed for these four EDLCs within a potential window of 0.0 to
1.0 V at different scan rates, ranging from 5 to 100 mV s−1, as
depicted in Fig. 11a–d. The CV curves depict the typical box-type
nature, representing EDL charge storage. The rectangular shape
is found to be unaltered at different scan rates, which shows the
good rate capability of the EDLC. The PC/S0/PC exhibits a low
area under the CV curve, at each scan rate, when compared to
that of the other three EDLCs. By increasing the scan rate from 5
to 100 mV s−1, the specic capacitance of EDLCs is reduced
from 21.54 to 5.58 F g−1 (by 75%), 45.73 to 16.74 F g−1 (by 64%),
48.29 to 18.30 F g−1 (by 62%), and 47.11 to 18.64 F g−1 (by 61%)
for PC/S0/PC, PC/S24/PC, PC/S48/PC, and PC/S72/PC,
respectively.

GCD measurements are carried out for the four EDLCs
within a potential window of 0.0–1.0 V at different current
densities such as 100, 200, 300, 400, and 500 mA g−1, and the
GCD proles are shown in Fig. 12. At higher current densities,
the EDLCs exhibit short discharge intervals as the time required
for the electrochemical reaction is not sufficient enough to take
part in the charge storage. At lower current densities, electrolyte
ions receive enough time to penetrate through the porous
structure of the electrode, thus an enhanced interaction
between the electrode/electrolyte is achieved. Among the four
EDLCs fabricated, the PC/S48/PC exhibits a higher discharging
time in comparison with the other three EDLCs. The specic
capacitance for the EDLCs from the GCD curves was calculated
to be 30.15, 47.50, 55.65, and 52.01 F g−1 for the PC/S0/PC, PC/
S24/PC, PC/S48/PC, and PC/S72/PC, respectively. From the GCD
analysis, it can be observed that PC/S48/PC exhibits superior
charge storage, which may be due to the optimized immersion
time of hydrogel in the salt solution. By increasing the immer-
sion time to 48 h, the improvement in supercapacitor perfor-
mance arises from higher ionic conductivity imparted by the
hydrogel electrolyte, thereby allowing more time for Na+ and
SO4

2− ion permeation into the hydrogel.
From the Ragone plot analysis of EDLCs, the authors of this

work observed that PC/S48/PC delivers a higher energy density
in the range of 3.78 to 7.50 Wh kg−1 and power density in the
range of 98.56 to 461.22 W kg−1. From the cyclic stability
analysis, it is found that PC/S48/PC exhibits a high capacitive
retention of ∼90% even aer 3500 cycles, indicating an efficient
reversibility of the EDLC. The self-healing character of S48
hydrogel was further evaluated, and it is demonstrated in
Fig. 13a. The hydrogel is initially cut from the middle portion,
and the separated surface of the ruptured hydrogel sample is
le in a closed case at a temperature of 60 °C. To avoid potential
© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 11 CV curves at different scan rates of symmetric EDLCs: (a) PC/S0/PC, (b) PC/S24/PC, (c) PC/S48/PC, and (d) PC/S72/PC. Reproduced with
permission from ref. 47 Copyright (2023), Elsevier Inc.
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separation of faces in thermal treatment, pressure is introduced
to facilitate a close contact with two faces of the cut cross-
section. Aer 30 minutes, the hydrogel is capable of recom-
bining and it merged into a single piece. This corresponds to
abundant hydrogen bonds present between the polar groups of
the polymer side chain in the hydrogel and crosslinking of ions
due to Na2SO4 in the proposed hydrogel electrolyte. In addition
to this, a hydrogel with 0.5 cm thickness and 2.5 cm length is
examined for its ability to stretch and elongate. S48 and S72 are
kept for elongation tests with hand, and it is given in Fig. 13b, to
evaluate their efficiency as a hydrogel electrolyte. The S48
hydrogel has the capability to stretch towards 550% of its initial
length (Fig. 13b(i)), whereas the S72 hydrogel elongates to 500%
of initial length (Fig. 13b(ii)). This study shows that a higher
immersion time makes hydrogels break and an optimized
processing time exists during the preparation to attain the best
results. From these results, it can be inferred that the super-
capacitors fabricated with hydrogel electrolytes are potential
candidates for application in electronic wearables. Stretchable
and wearable electronic devices require energy storage devices
such as supercapacitors to power them.
© 2025 The Author(s). Published by the Royal Society of Chemistry
An intrinsically stretchable supercapacitor electrode consists
of an acrylate rubber (ACM)/MWCNT lm composite supported
by conductive polymers such as poly(1,5-diaminoanthraquinone)
(PDAA) and PANI.64 In the proposed stretchable electrodes, ACM
functions as a stretchable matrix, which prominently improves
electrode stretchability and affinity towards the organic electro-
lyte. The MWCNT provides sufficient conductive pathways and
promotes the electrodeposition of the conducing polymer PANI.
To increase the electrochemical performance as a stretchable
electrode, conducting polymers such as PDAA and PANI are
electrodeposited over the ACM/MWCNT lm to fabricate
stretchable electrodes for supercapacitors. The electro-
polymerization procedure is performed in a polar organic
solvent, which benets in penetrating the monomer into the
ACM matrix, which ensures a uniform coating of conducting
polymer over the MWCNT surface. The FESEM image of the
ACM/MWCNT@PDAA lm shows that the MWCNT maintains
their intertwined network structure, with the increase in diam-
eter from 20 to 40 nm. It is found that the MWCNT possesses
a roughmorphology by the incorporation of PDAA nanoparticles,
which conrms the decoration of PDAA onto the MWCNT
RSC Sustainability, 2025, 3, 3358–3383 | 3377
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Fig. 12 GCD curves at different scan rates of symmetric EDLCs: (a) PC/S0/PC, (b) PC/S24/PC, (c) PC/S48/PC, and (d) PC/S72/PC. Reproduced
with permission from ref. 47 Copyright (2023), Elsevier Inc.

RSC Sustainability Tutorial Review

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

5 
Ph

up
ja

ne
 2

02
5.

 D
ow

nl
oa

de
d 

on
 2

02
5-

10
-1

7 
12

:2
0:

40
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
surface. To evaluate the optimal charge density polymerization in
ACM/MWCNT@PDAA, the specic capacitance of ACM/
MWCNT@PDAA obtained at different charge densities is evalu-
ated using CV and GCD analysis. By increasing the charge density
of polymerization from 1 to 4 C cm−2, the CV curve exhibited by
ACM/MWCNT@PDAA exhibits a large integral area with prom-
inent redox peaks. The GCD curves possess long discharge time
intervals within a negative potential window of −1.8 to −0.45 V,
representing higher specic capacitance with more deposition of
PDAA. From the GCD measurement, the specic capacitance of
ACM/MWCNT@PDAA obtained at a charge density of 2 C cm−2 is
found to be 20.2 F cm−3 at a current density of 1 mA cm−2, which
is eight times greater than that of the ACM/MWCNT lm (2.5 F
cm−3). Moreover, the supercapacitor electrode has efficient rate
performance characteristics with a capacitance retention of 58%
at a current density of 20 mA cm−2. In addition to this, the
specic capacitance of ACM/MWCNT@PDAA obtained at
a charge density of 4 C cm−2 is high, and it holds an unsym-
metrical GCD curve. This is due to the excess amount of depo-
sition introduced by PDAA having a dense structure, which
blocks the movement of electrolyte ions. From this evaluation of
rate capability and specic capacitance, the ACM/
3378 | RSC Sustainability, 2025, 3, 3358–3383
MWCNT@PDAA electrode obtained at a charge density of 2 C
cm−2 is considered as optimal to assemble an asymmetric
supercapacitor. The mechanical properties of the ACM/
MWCNT@PDAA electrode are also evaluated, and it possesses
a tensile strength of 12.8 MPa and an elongation of 92% at break,
which represents an efficient stretchability. In order to increase
the specic capacitance of the supercapacitor electrode, PANI is
electrodeposited onto the ACM/MWCNT at different polymeri-
zation charge densities such as 1, 3, and 5 C cm−2 and the as-
obtained electrode is labelled as the ACM/MWCNT@PANI
stretchable cathode. The FESEM analysis of the ACM/
MWCNT@PANI electrode shows that PANI makes an efficient
growth over theMWCNT surface, which increases the diameter to
30–50 nm. To match the anode prepared using ACM/
MWCNT@PDAA, the charge balance relationship q+ = q− is
considered. The electrochemical features of the ACM/
MWCNT@PANI cathode are investigated in a three-electrode
cell arrangement with a 1 M Et4NBF4 electrolyte. By increasing
the charge density from 1 to 5 C cm−2, the CV curve exhibits
a large integral area within a potential window of −0.45–0.9 V.
The specic capacitance of the ACM/MWCNT@PANI electrode
prepared at a polymerization charge density of 3 C cm−2 achieves
© 2025 The Author(s). Published by the Royal Society of Chemistry

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d5su00234f


Fig. 13 (a) Digital images of the S48 hydrogel sample. After cutting into two pieces and pressing together for a duration of 30minutes at 60 °C, it
merges into a single piece and (b) photograph of hydrogels before and after stretching exercise for (i) S48 and (ii) S72. Reproduced with
permission from ref. 47 Copyright (2023), Elsevier Inc.
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17.2 F cm−3 at a current density of 1 mA cm−2. Further, the
electrochemical evaluation of the asymmetric supercapacitor
assembled using ACM/MWCNT@PANI//ACM/Et4NBF4–AN//
ACM/MWCNT@PDAA is carried out. The CV curves display
a symmetrical shape during the reduction/oxidation, represent-
ing an efficient pseudocapacitive character of the asymmetric
supercapacitor. The GCD curve possesses highly symmetrical
triangular shaped charge/discharge curves with a very small
voltage drop. The volumetric specic capacitance of asymmetric
supercapacitor is calculated to be 1.9 F cm−3 at a current density
of 30 mA cm−2. The asymmetric supercapacitor exhibits
a reduced ohmic resistance and charge-transfer resistance of 3.1
and 2.1 U, respectively. This is due to the efficient affinity and
contact generated between the stretchable electrodes and organic
polymer electrolytes coupled with the rapid charge transport and
diffusion of ions. The asymmetric supercapacitor exhibits an
efficient energy density of 2.14 mWh cm−3. A high capacitance
retention of 86% is obtained when cycled at a current density of
30 mA cm−2, with efficient cyclic stability during static and 50%
strain condition aer 300 stretching cycles. These results indicate
the efficiency of fabricated supercapacitors in stretchable elec-
tronics. The polymeric gel electrolyte possesses efficient charac-
teristics such as high ionic conductivity andwide electrochemical
potential window. By utilizing the features of NRL, a gel electro-
lyte is proposed to assemble a symmetric supercapacitor. Using
a solution casting approach, a gel polymer electrolyte with 30%
PMMA-graed NR, which is doped with ammonium triate and
plasticized by ethylene carbonate is reported.65 Aer completion
of the plasticized procedure, the gel polymer electrolyte possesses
© 2025 The Author(s). Published by the Royal Society of Chemistry
a room temperature conductivity of 9.61 × 10−4 S cm−1 at
a composition of 26 : 14 : 60 (in wt%) for graed NR : ammonium
triate : ethylene carbonate. From linear sweep voltammogram
analysis, it is observed that the gel polymer electrolyte has an
electrochemically stable operating voltage of 2.7 V. The
symmetric supercapacitor device fabricated using this gel poly-
mer electrolyte exhibits a specic capacitance of 32 F g−1 with
a coulombic efficiency of 90%. A exible carbon black-lled
conductive composite as an excellent electrode for the substitu-
tion of graphite in the electrochemical preparation of PANI-based
nanocomposite is reported for supercapacitor applications.66

Elastomeric nanocomposites of acrylonitrile butadiene copol-
ymer (NBR) as the matrix having various classes of carbon black
llers such as N660, N330, and XC72 (VULCAN®XC-72) are
synthesized by a melt mixing approach. Among these different
composites prepared, the NBR-XC72 nanocomposite exhibits
good electronic conductivity and mechanical properties. In
general, a higher conductivity is required for electrode-active
materials and electronically conducting polymers are the best
option to enhance the conductivity when the composites are
prepared. The electrochemical polymerization of PANI was per-
formed using two different classes of PANI samples. The specic
capacitance delivered by PANI with graphite is 380 F g−1 in
comparison to the composite electrode (213 F g−1) at a current
density of 1 A g−1. Aer 1000 charge/discharge cycles, the
capacitance retention for PANI with NBR-XC72 was 90%, which is
higher than the PANI/graphite nanocomposite (the capacitance
retention was 81%). The exible nature in the elastomeric
composite electrode makes it a prominent one for PANI
RSC Sustainability, 2025, 3, 3358–3383 | 3379
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Table 1 Summary of the electrochemical performances of rubber nanocomposite-based supercapacitor electrodes reported in the literature

Electrode Synthesis method Morphology Specic capacitance (F g−1) Ref.

GO/NRL Electrochemical exfoliation Rose petal-like 103.70 57
GO/NRL One-step approach Sheet-like 107.00 58
rGO/NRL Stirring and ultrasonication Sheet-like 95.00 60
GO/NRL Electrochemical exfoliation Wavy 30.00 62
Methyl-graed NRL Solvent casting Layered 30.85 63
ENR copolymerized with
acrylamide and acrylic acid

Cross-linking Porous 47.11 47
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electrochemical synthesis, as well as to other nanomaterials. The
electrochemical performances of supercapacitor electrodes
prepared using rubber nanocomposites are summarized in Table
1. From this table, it is clear that the rubber nanocomposite-
based electrodes are potential candidates for application in
supercapacitors with high specic capacitance.

5. Challenges and future perspectives

From the present study, it is clear that rubber nanocomposites
are potential candidates for supercapacitors. Rubber nano-
composites function as additives in electrode-active materials
or electrolytes. The elastic strength of rubber nanocomposites is
the most prominent property, which has gained the research
interest for application in exible supercapacitors. Elasticity,
exibility, tensile strength, and adhesion to environmental
conditions during processing are the salient features of NR and
its derivatives for supercapacitor electrode fabrication. The
supercapacitors fabricated using rubber nanocomposites nd
potential application in wearable electronic devices to supply
them power. From the present review, we can nd that there are
only a limited number of publications based on rubber
Fig. 14 Future outlook of rubber-based nanocomposites in
supercapacitors.

3380 | RSC Sustainability, 2025, 3, 3358–3383
nanocomposite electrodes for supercapacitor applications.
More research works have to be conducted in the eld of rubber
nanocomposites to understand their peculiar features that can
be made use for exible supercapacitors. For the preparation of
rubber nanocomposite-based supercapacitor electrodes,
electrode-active materials such as electronically conducting
polymers,67,68 layered transition metal suldes,69–71 carbon
nitrides,72 MXenes,73–75 transition metal oxides,76,77 and metal
phosphates78,79 are promising candidates due to their excellent
charge storage capability and stability towards harsh chemical
and electrochemical environments. Different types of polymer
additives can be used during the preparation of rubber nano-
composites in order to enhance the electronic conductivity,
elasticity, mechanical strength, etc. The future outlook of
rubber nanocomposites for supercapacitor applications is
depicted in Fig. 14. Easy and rapid synthesis routes are
extremely important for the scalability of synthesizing rubber
nanocomposites. As mentioned previously, the preparation of
rubber nanocomposites with other electrode-active materials
opens-up new avenues for developing high-performance
supercapacitors for wearable electronic applications. Most
importantly, the rubber nanocomposite-based supercapacitor
electrode should possess high specic capacitance, good
stretchability, and long-term cycle life. Novel strategies such as
heteroatom doping and defect engineering provide a facile
route to enhance the electrochemical charge storage properties
of the rubber nanocomposite-based supercapacitor electrodes.
A thorough understanding on the various properties of rubber
nanocomposites is mandatory to develop electrodes for high-
performance supercapacitors for futuristic applications such
as wearable electronics.
6. Summary and outlook

In this review article, we discussed the recent developments of
rubber nanocomposite-based electrodes for supercapacitor
applications. The features of rubber nanocomposites such as
electronic, mechanical, and optical properties were reviewed at
rst followed by various methods adopted for their synthesis.
Methods such as solution mixing, mechanical/melt mixing, and
latex mixing are explained with the help of relevant character-
ization tools such as SEM imaging, HRTEM imaging, Raman
spectroscopy, and FTIR spectroscopy. The main focus was given
to the electrochemical performances of rubber nanocomposite-
based electrodes for application in supercapacitors,
© 2025 The Author(s). Published by the Royal Society of Chemistry
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electrochemical performance evaluation was conducted using
CV analysis, GCD measurements, etc., and the performance
parameters such as specic capacitance, energy density, and
power density were calculated. The effects of the addition of
ller materials such as GO, rGO, SWCNTs, and MWCNTs on the
performance of rubber nanocomposites were evaluated using
established electrochemical performance evaluation tools. Like
other nanocomposites, the optimal concentration of ller
materials in rubber nanocomposites was found to be critical in
determining the electrochemical performance parameters of
the supercapacitor electrode. The exibility and long-term
cycling stability of the rubber nanocomposite electrodes were
evaluated, which show good durability and versatility for
commercial applications. Stretchable supercapacitors prepared
using rubber nanocomposite electrodes were found to be the
best candidates for supercapacitor applications as they possess
high specic capacitance and long cycle life.
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