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A genetic algorithm (GA) coupled with density functional theory (DFT) calculations is used to perform

global optimisations for all compositions of 8-atom Au–Ag bimetallic clusters. The performance of this

novel GA-DFT approach for bimetallic nanoparticles is tested for structures reported in the literature.

New global minimum structures for various compositions are predicted and the 2D–3D transition is

located. Results are explained with the aid of an analysis of the electronic density of states. The

chemical ordering of the predicted lowest energy isomers are explained via a detailed analysis of the

charge separation and mixing energies of the bimetallic clusters. Finally, dielectric properties are

computed and the composition and dimensionality dependence of the electronic polarizability and

dipole moment is discussed, enabling predictions to be made for future electric beam deflection

experiments.
1 Introduction

The structural characterisation of clusters is not only of scientific

interest but is also key in rationalising the size dependent prop-

erties of nanosized materials, in order to facilitate possible

applications. Whilst recently it has become possible to study the

structures of large clusters (with hundreds or thousands of

atoms) by electron microscopy,1,2 geometric structures of small

aggregates are only accessible by comparing experimental find-

ings with theoretical predictions. In order to generate possible

geometric isomers which can describe the experimental results,

structures can be created by intuition,3–5 which becomes impos-

sible for larger systems and will bias results. Another option is to

use an algorithm which searches the available conformational

space for the global minimum (GM).

In the latter case, several methods exist, such as: the basin-

hopping algorithm6; the stochastic-search method;7 and the

genetic algorithm (GA).8,9 While all of these methods provide an

unbiased search for the GM isomer, the question arises how the

potential energy surface (PES) is described. For clusters with

more than typically �30 atoms, or systems for which the bulk

phase and small aggregates behave similarly, empirical potentials

like Sutton-Chen,10 Murrell-Mottram11 or Gupta12 enable

a reasonable description of the PES. After reoptimisation at the
aEduard-Zintl-Institut f€ur Anorganische und Physikalische Chemie,
Technische Universit€at Darmstadt, Petersenstrasse 20, 64287 Darmstadt,
Germany
bSchool of Chemistry, University of Birmingham, Edgbaston, Birmingham,
B15 2TT, UK. E-mail: r.l.johnston@bham.ac.uk

† Electronic supplementary information (ESI) available. See DOI:
10.1039/c1nr11053e

This journal is ª The Royal Society of Chemistry 2012
density functional theory (DFT) level13 it is possible to directly

correlate the predicted ground state structure with experimental

findings for free14 or supported2 clusters.

Combined experimental and theoretical investigations have

shown that the bonding situation for very small clusters is different

from the bulk material andmay also vary between two elements of

the same group. For example, lead shows metallic behaviour even

for small cluster sizes, and structures found with many-body

potentials agree in many cases with DFT predictions.15,16 On the

other hand, the structures for Sn can only be rationalised using

isomers found by a GA, searching the DFT-PES.17 A similar situ-

ation is found for small Ag and Au clusters. For silver the GM

structures for the Gupta-potential and DFT calculations agree in

most cases,18whereas itwas shownexperimentally and theoretically

that the structures of small AuN clusters are two-dimensional.19

Hence electronic structure calculations are needed in order to

predict the correct growing behavior for small clusters.

The situation becomes more complicated for so called nano-

alloys,20 clusters in which two or more metals are mixed in order

to tune the properties of the particles not only by size but also by

composition and chemical ordering, possibly resulting in bene-

ficial synergistic effects. These materials may exhibit interesting

optical21 or catalytic22 properties but locating the GM is

complicated by the existence of a large number of homotops

(inequivalent permutational isomers)20 for each geometric

isomer. Recent advances in this research field have enabled the

theoretical investigation of large bimetallic clusters with many-

body potentials, searching for the GM using a GA, and yielding

results which are consistent with experiment.23 On the other

hand, a description of the bonding situation in smaller bimetallic

clusters is only possible if electronic structure methods are used.
Nanoscale, 2012, 4, 1109–1115 | 1109
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While for small mono-metallic species various attempts to

search the GM on a DFT-PES can be found in the litera-

ture,17,24,25 similar investigations for bimetallic clusters are rare.

Investigations on anionic, single doped Au–Cu, Au–Ag clusters24

and neutral Cu–Ag, Au–Ag and Pd–Ag26,27 with a basin-hopping

algorithm have only recently been reported. However, devel-

oping reliable methods for finding GM for small bimetallic

clusters, where discrete electronic effects are important, remains

a challenge.

For this reason, we have combined the Birmingham Cluster

Genetic Algorithm (BCGA)9 with the PWscf DFT code within

the Quantum Espresso (QE) package,28 to enable the unbiased

search for the GM of bimetallic clusters within the DFT frame-

work. Here we present the first GM search for bimetallic clusters

over the whole composition range using the GA-DFT approach.

For the test system Au8�MAgM several new GM are presented

and the competition between 2D and 3D isomers as a function of

the composition is discussed. The energetics of these isomers are

then analysed with respect to the influence of the dopant atoms

and predictions of the dielectric properties are made for possible

comparison with future electric beam deflection experi-

ments.17,29–31 For examples of experiments and other electronic

structure calculations on small Au–Ag clusters, the reader is

referred to ref. 32–35.
Fig. 1 Flow chart for the GA-DFT approach.
2 Methodology

2.1 Global optimisation

The BCGA is a population based GA, which has been used to

study mono- and bimetallic clusters in the size range between

a few and several hundreds of atoms, as described previously.9

For a Lamarckian type evolution of generations, various

empirical many-body potentials and minimisation schemes are

already implemented. In order to account for the special bonding

situation in small clusters the PWscf program,28 within the QE

package, has been coupled with the BCGA code.

The initial generation, consisting of ten clusters, is

generated by randomly placing the atoms in a sphere with radius

1.1$N1/3$r0, where r0 is the bonding distance in the pure solid or

the arithmetic mean of the different distances for bimetallic

species and N the number of atoms. As schematically described

in Fig. 1 the arrangement of atoms is transformed to the centre of

mass coordinate system and placed in the centre of a cubic unit

cell. Since PWscf is a plane-wave (PW) DFT code, the cluster is

periodically repeated. To ensure that no self-interaction arises

the unit cell size is chosen such that no duplicate clusters are

closer than 16 �A. After DFT relaxation the convergence of the

calculation is checked. In case any problems occur during the

DFT calculation (e.g. non-convergence) a new random structure

is generated (see Fig. 1). After all newly created population

members have been energy minimised the energetically lowest

population members are selected. In the next step the clusters are

mated and mutated to create novel structures to form the next

generation. This cycle is repeated until the energy of the lowest

lying isomer changes by less than 1 mRy (�13.605 meV) for

a predefined number of generations (here ten generations).

For the GA-DFT calculations 11-electrons for each atom are

treated explicitly and the remaining 36 and 68 electrons for Ag
1110 | Nanoscale, 2012, 4, 1109–1115
and Au, respecively, are described by ultrasoft Rabe-Rappe-

Kaxiras-Joannopoulos36,37 pseudopotentials, taking scalar-rela-

tivistic effects into account. For Au an additional nonlinear core-

correction38 is used and the Perdew–Burke–Ernzerhof (PBE)39

exchange–correlation functional is employed within the gener-

alised gradient approximation (GGA) framework. An energy

cutoff (Ecut) of 40 Ry and a default density cutoff is used. The self

consistent field (SCF) procedure was repeated until the energy

change within the SCF cycle is less than 10�6 Ry and force and

energy convergence criteria of 10�3 Ry/a0 (where a0 is the Bohr

radius) and 10�4 Ry are employed, respectively. Additionally, the

Methfessel-Paxton smearing scheme is used (with a smearing

parameter of 0.005) for all calculations. For the pure and singly

doped systems mating and mutation rates of 0.8 and 0.1 are used.

For mating, single-point weighted crossover is adopted, using the

‘‘cut-and-paste’’ phenotypic crossover operation introduced by

Deaven and Ho.40 The mutations consist of 40% atom exchange

moves and 60% generation of a new random structure. For

multiply doped bimetallic clusters the mutation rate is increased

to 0.2 and the atom exchange is increased to 50%, keeping all

other computational parameters constant. Typically 8–12 new

isomers are relaxed in each generation.

The GA-convergence of Ag8 and Au4Ag4 using the GA-DFT

approach are depicted in Fig. 2. For the shown GM structures in

Fig. 2 the structural motifs are similar for both compositions but

the convergence towards the lowest lying isomer is qualitatively

different. Whilst for Ag8 the ‘‘correct’’ structural motif is found

after the 5th generation, the location of the high symmetry

structure for the bimetallic cluster Au4Ag4 is complicated by the
This journal is ª The Royal Society of Chemistry 2012
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Fig. 2 Evolution of the lowest isomer for Ag8 (left) and Au4Ag4 (right), relative to the energy of the GM isomer (E0). The lowest energy isomers for Ag8
(Au4Ag4) from the initial, the 1st and the 5th (the initial, the 3rd and the 12th) generation are shown. In the inset the change of the lowest (min, black),

averaged (mean, blue) and highest (max, red) lying isomers with generation is highlighted.
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large number of permutational homotops, which is highlighted

by the slow convergence (towards the lowest-energy isomer) of

the highest-energy population member (inset in Fig. 2). These

calculations, and those in Section 2.2, were performed on the

University of Birmingham’s BlueBEAR high performance

computer.41
2.2 Post-processing

After the GA-DFT code has converged further refinement of the

isomeric ordering is necessary. Therefore, all structures with an

energy up to 0.5 eV above the GM are geometrically relaxed

within PWscf using the PBE functional. The Ecut is increased to

50 Ry and the density cutoff is chosen as eight times Ecut. The

energy and force convergence criteria are tightened to 10�5 Ry

and 10�4 Ry/a0, respectively. The density of states (DOS) for each

cluster was calculated using the QE package. Bader charges42

were computed using a 2403 FFT grid (test calculations with up

to 3503 points showed that the results changed by less than 1%).

Following the refinement step, the three lowest lying isomers

are geometry optimised (xfine integration grid, tight optimisation

criterion) using NWChem v6.0,43 employing an effective core

potential,44 an extensive 19-electron basis set45 and a the PBE

functional, in order to calculate the harmonic vibrational

frequencies, polarizabilities and dipole moments. In all the

NWChem calculations low spin states were used since other

states are found to lie significantly higher in energy.
3 Results and discussion

The GM isomers for the series Au8�MAgM, after reoptimisation

with PWscf, are shown in Fig. 3. In general, the lowest isomer

found by the GA-DFT is similar to those obtained after reop-

timisation with PWscf or NWChem, with the exception of

Au6Ag2 (described below). Higher lying isomers are presented in

Figure S1 of the supplementary information.† For the pure

clusters Au8 and Ag8 the results are consistent with previous
This journal is ª The Royal Society of Chemistry 2012
findings: the 2DD4h symmetric GM isomer is well established for

Au8,
19,46 the GM for Ag8 is often reported as a 3DD2d symmetric

structure.19 As shown in Fig. 2 (1st generation) and Figure S1†

this structure is also found by the GA but the higher symmetry

Td structure is lower in energy at this level of theory. This finding

is consistent with the CCSD calculations of Bona�ci�c-Kouteck�y

and co-workers.47

By introducing a single dopant atom into the cluster the

overall structural motif is not changed in the gold and silver rich

case, only slight distortions are apparent. For Au7Ag1 the pre-

dicted GM motif is identical to previous results reported in the

literature for anionic clusters.24 The clusters discussed so far

validate the use of the GA-DFT approach, whereas a remarkable

result is obtained when a second gold atom is replaced by silver

to give Au6Ag2. The GA-DFT run yielded two nearly degenerate

isomers, one being 2D (isomer I) and the other 3D (isomer II), as

shown in Fig. 3, with isomer I being the GM. Reoptimisation

with PWscf yields an energy separation of �19 meV between the

isomers, while the energetic ordering changes in the NWChem

calculations, with isomer II �39 meV lower in energy. The same

isomers have been reported by Zhao et al., who calculated the 2D

structure to lie lower in energy.35 The small energetic separation

between the isomers does not allow a clear identification of the

GM since the accuracy of the methods used is smaller than the

observed energetic separation and GGA functionals tend to

overestimate the stability of 2D structures.48,49 Nevertheless,

a dopant induced 2D-3D transition can clearly be identified

between Au6Ag2 and Au5Ag3. For more than two silver atoms in

the cluster, mainly 3D structures are found, all of them closely

related to the pure Ag8 GM.

Analysis of the electronic DOS allows a qualitative explana-

tion for the 2D-3D transition as shown in Fig. 4 (a) and (b). It has

been speculated that the directional bonding in gold particles,

arising from the relativistic s-d and d-d hybridisation,4,50 favours

the 2D structures for small clusters. In order to get an idea of the

observed 2D-3D transition, we analysed the three highest lying

occupied molecular orbitals with respect to their s/d-character. In
Nanoscale, 2012, 4, 1109–1115 | 1111
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Fig. 3 GM isomers for the 8-atom Au–Ag clusters, as a function of composition. Below each cluster the point group is given. For Au6Ag2 the two

nearly degenerate isomers are shown.
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Fig. 4 (a) and (b) the partial DOS (pDOS) is shown for Au6Ag2-I

and Au7Ag1, respectively. The highlighted part of the DOS for

the 3D structure of Au6Ag2 contains considerable s-contribution

compared to 2D Au7Ag1. Therefore, an increase of the d-char-

acter for the considered range of the DOS favours the appear-

ance of 2D structures. In Fig. 4 (c) the d/s-contribution ratio is

visualised for all compositions. Starting from Ag8 the three

highest occupied orbitals consist mainly of s-character. Doping

gold atoms into the cluster starts to increase the d-character

nearly linearly until a sudden jump is observed for Au7Ag1. This

simple picture does not explain the appearance of the 2D-3D

transition between Au6Ag2 and Au5Ag3 but shows that
Fig. 4 The DOS (black), partial DOS (pDOS) for the s-(blue), p-(orange) and

QE package. The dashed black lines highlight the part of the DOS which is a

range close to the HOMO is magnified. (c) Ratio of d- and s-contributions to

a function of the number of Au atoms 8 � M.

1112 | Nanoscale, 2012, 4, 1109–1115
a substantial d-contribution to the orbitals close to the highest

occupied molecular orbital (HOMO) favours the occurrence of

2D structures even for bimetallic species.

In addition it is interesting to study the evolution of the

energetic 2D-3D separation with composition. For Au6Ag2 both

2D and 3D structures are found by the GA-DFT that are ener-

getically close, whilst the first 2D isomer for Au5Ag3 is �0.36 eV

higher in energy than the GM. This energetic separation between

the lowest lying 2D and 3D structures (E2D3D ¼ E2D � E3D) is

shown in Fig. 5 (a) (see Figure S2 in the supplementary infor-

mation for the 2D isomers†). Starting from Au8 the 2D structure

is favoured by �0.41 eV and E2D3D varies monotonically until
d-contributions (red) for (a) Au6Ag2 and (b) Au7Ag1 calculated using the

nalysed and the green line shows the integrated DOS (iDOS). The energy

the three highest lying occupied molecular orbitals for the GM isomers as

This journal is ª The Royal Society of Chemistry 2012
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Fig. 5 PWscf calculated energies: (a) Energy differences between 2D and 3D isomers (E2D3D, red circles), mixing energy (Em, black triangles) and

binding energies (Eb, blue squares); (b) HOMO–LUMO gap (D3, red circles) and second differences (D2, black triangles) as a function of the number of

Au atoms. A positive value of E2D3D means that the 3D structure is more stable.
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2D and 3D structures are nearly degenerate for Au6Ag2. Beyond

that point the 3D structures become more favourable and E2D3D

saturates at (0.6–0.8) eV for a higher silver content. Interestingly,

a central silver tetrahedron is favoured for all 3D

structures and gold atoms only replace the outer atoms, forming

a core-shell structure. In particular Au4Ag4, for which all

outer silver atoms are replaced by gold, shows an enhanced

stability, as indicated by the relatively high HOMO–LUMO gap

(D3 ¼ E(LUMO)-E(HOMO), where LUMO is the abbreviation

for lowest unoccupied molecular orbital) and the positive value

of the second difference

D2 ¼ �2 E(8 � M,M) + E(8 � M � 1,M + 1)

+ E(8 � M + 1,M � 1) (1)

(see Table 1 for the corresponding NWChem results), whereM is

the number of Ag atoms and 8 � M is the number of Au [Fig. 5

(b)]. The increased stability of Au4Ag4 can be partially ration-

alised if the mixing energy51

Em ¼ Eð8�M;MÞ � ð8�MÞ
8

$Eð8; 0Þ �M

8
$Eð0; 8Þ; (2)

shown in Fig. 5 (a), is taken into account. Em of the neighbouring

cluster species is smaller by 0.22 eV (Au3Ag5) and 0.28 eV

(Au5Ag3), yielding a stabilisation of 0.5 eV for Au4Ag4, in good
Table 1 NWChem results for the second differences (D2), isotropic
polarizability per atom (a/8) and the electric dipole moment (m)

Cluster D2 (eV) a/8 (�A3) m (D)

Ag8 — 6.069 0.000
Au1Ag7 �0.007 5.893 1.615
Au2Ag6 �0.004 5.713 1.896
Au3Ag5 0.001 5.528 1.660
Au4Ag4 0.502 5.342 0.000
Au5Ag3 �0.009 5.445 0.907
Au6Ag2-I — 5.524 1.102
Au6Ag2-II �0.132 5.753 0.000
Au7Ag1 0.013 5.869 0.193
Au8 — 5.900 0.000

This journal is ª The Royal Society of Chemistry 2012
agreement with D2. Hence the increased stability of Au4Ag4 is

mainly due to the minimisation of the mixing energy. The

binding energy

Eb ¼ � 1

8

�
Eð8�M;MÞ � ð8�MÞ$EðAuÞ �M$EðAgÞ�; (3)

for Au8 of 1.94 eV is obtained in acceptable agreement with the

value of 1.79 eV by Assadollahzadeh et al.46 Subsequently, Eb

decreases until Au4Ag4 is reached. Again this highlights the

increased stability of the cluster with four silver atoms. A

subsequent drop over the following compositions is observed,

yielding a value for Ag8 of 1.54 eV.

As well as the energetic analysis presented above, the charge

separation and dielectric properties of these Au–Ag nanoalloy

clusters are of fundamental interest. The first to explain the

favourable mixing in small clusters of these elements,3 and the

second to inform possible future investigations with electric

beam deflection experiments.29–31 In this study, Bader charge

analysis was performed, and yielded results which are consistent

with those reported in the literature.3,4 A significant charge

transfer (of the order �0.3 elementary charges, see Figure S3†)

from silver to gold is observed. The charge transfer can be

assigned to two influences: The minor effect is a negative charge

accumulation on peripheral sites for all (even pure) clusters, as

observed previously,52 whilst the major effect can be attributed to

the higher electronegativity of gold compared to silver.53 Charge

separation favours the formation of Au–Ag bonds, resulting in

mixing of the elements; this conclusion is consistent with the

observed mixing behaviour [Fig. 5 (a)].

The static polarizability per atom (a/8) and electric dipole

moment (m) can serve as probes for cluster structure when

theoretical predictions are compared to experimental results

from electric beam deflection experiments, one of the few

methods enabling the investigations of small neutral clusters.29,30

In Table 1 the results for the Au8�MAgM clusters are presented.

The calculated values for a/8 of Au8 is in good agreement with

the predictions of Assadollahzadeh et al.46 using the B3PW91

functional (5.812�A3). Zhao et al. computed a polarizability value

per atom of 5.639 �A3 at the PW91P86/Lanl2DZ level of theory

for Au6Ag2.
35 Considering the fact that a valence only basis set
Nanoscale, 2012, 4, 1109–1115 | 1113
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without diffuse functions and a different exchange–correlation

functional was used, the result is in acceptable agreement with

the calculated value (5.753 �A3) reported here. On doping in Ag

atoms, a/8 reduces until the smallest value is reached for Au4Ag4
and it then increases again up to Ag8. The inverse behaviour is

observed for D3, which is also inversely related to a/8.54 There-

fore, D3 can be used to qualitatively explain the composition

dependent behaviour of a/8. The dipole moments are quite large

due to the charge transfer between Au and Ag, contrary to the

pure clusters (Table 1). Therefore, the measurement of m would

enable the calculation of the charge distribution within the

cluster, enabling experimental verification of the theoretically

predicted charge separation; especially for Au6Ag2, the planar

2D and the 3D structures have clearly distinguishable dipole

moments (see Table 1) and should be easily discriminated by

experiment.

4 Conclusion

We have shown, using the example of 8-atom Au–Ag clusters of

all compositions, the applicability of the GA-DFT approach to

search for the GM of small bimetallic particles. A transition from

two to three dimensional structures is predicted between Au6Ag2
and Au5Ag3. We investigated this transition by analysing the

occupied orbitals close to the HOMO and deduced a strong

influence of s-d and d-d hybridisation for the bimetallic nano-

particles. Furthermore, a general trend for gold to occupy

peripheral sites is identified and rationalised in terms of signifi-

cant charge transfer from Ag to Au, which also favours Ag–Au

mixing and and explains the increased stability of the Td isomer

of Au4Ag4. Electronic polarizabilities and electric dipole

moments are also calculated, revealing a strong dependence of

the dipole moment on the composition and dimensionality of the

particles, which should facilitate the understanding of future

electric beam deflection studies.

In the future, the work presented here will be extended to

larger Au–Ag nanoalloys and other bimetallic species where the

dependence of structure and chemical ordering on the composi-

tion will be investigated. Predictions made on the basis of

empirical many-body potentials will be critically tested at the

DFT level of theory and against experimental results, where

available.
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