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Nanoparticles in road dust from impervious urban
surfaces: distribution, identification, and
environmental implications†

Yi Yang,ac Marina Vance,b Feiyun Tou,a Andrea Tiwari,b

Min Liua and Michael F. Hochella Jr.*cd

Nanoparticles (NPs) resulting from urban road dust resuspension are an understudied class of pollutants in

urban environments with strong potential for health hazards. The objective of this study was to investigate

the heavy metal and nanoparticle content of PM2.5 generated in the laboratory using novel aerosolization

of 66 road dust samples collected throughout the mega-city of Shanghai (China). The samples were char-

acterized using an array of techniques including inductively-coupled plasma mass spectrometry, aerosol

size distribution measurements, and scanning and transmission electron microscopy coupled with elemen-

tal characterization and electron diffraction. Principal metal concentrations were plotted geospatially. Re-

sults show that metals were generally enriched in aerosolized samples relative to the bulk dust. Elevated

concentrations of metals were found mostly in downtown areas with intense traffic. Fe-, Pb-, Zn-, and Ba-

containing NPs were identified using electron microscopy, spectroscopy, and diffraction, and we tentatively

identify most of them as either engineered, incidental, or naturally occurring NPs. For example, dangerous

Pb sulfide and sulfate NPs likely have an incidental origin and are also sometimes associated with Sn; we

believe that these materials originated from an e-waste plant. Size distributions of most aerosolized sam-

ples presented a peak in the ultrafine range (<100 nm). We estimate that 3.2 ± 0.7 μg mg−1 of Shanghai

road dust may become resuspended in the form of PM2.5. Aerosolization, as done in this study, seems to

be a very useful approach to study NPs in dust.

Introduction

Air pollution is one of the most important global environ-
mental issues and PM2.5, defined as particulate matter (PM)

with an aerodynamic diameter smaller than 2.5 μm, is known
to cause significant damage to the environment and to hu-
man health.1–3 Outdoor air pollution, mostly PM2.5, has been
estimated to lead to 3.3 million premature deaths per year
worldwide, among them 1.6 million premature deaths in
China.2,3 PM2.5 is physicochemically complex in nature, vary-
ing temporally and spatially, and is generally composed of
salts, black carbon, organic matter, trace metals, biological
material (e.g., viruses), etc. In 2013, the International Agency
for Research on Cancer (IARC), a specialized cancer agency of
the World Health Organization (WHO), announced that PM
is now considered carcinogenic to humans according to evi-
dence of an increasing risk of lung cancer with increasing
levels of exposure to PM. Compared to PM10, PM2.5 has been
found more strongly related with cardiovascular and
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Nano impact

Dust, especially road dust in urban areas, can act as a significant sink for NPs, thus posing a NP-related risk to public health. However, information of the
composition, atomic structure, and characteristics of NPs in road dust is grossly lacking. Based on an array of techniques including laboratory aerosoliza-
tion, size distribution measurements, ICP-MS, and SEM/TEM/EDS/SAED analyses, NPs were isolated and comprehensively characterized in street dust from
Shanghai, China, presenting evidence for the concept of street dust as a sink for NPs in the urban environment and, further, as a source of atmospheric
contaminants. This is the first study of its type.
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respiratory effects.4 Recently more attention has been paid to
ultrafine PM (<100 nm), because these nanoscale particles
can penetrate through the alveolar regions of the lungs and
translocate via blood to other organs, including the heart and
brain.5 What is most often missing from these considerations
is that NPs typically show dramatically different chemical
and physical properties relative to the corresponding bulk
material, and insofar as is possible, this must also be consid-
ered in any studies of the impact of such particles in complex
ecological environments and when taken up by organisms.6–8

With the rapid development of urbanization, natural sur-
faces (soils, rocks, vegetation, natural surface water) have dra-
matically shifted to impervious surfaces (buildings, roads,
parking lots, sidewalks, etc.). In urban areas, road surfaces
can accumulate particles from a wide variety of sources. Road
dust is comprised of vehicle exhaust particles, de-icing salt,
particles produced by other human activities in the local
area, as well as biogenic and geogenic PM carried from dis-
tant to nearby locations;9 virtually any anthropogenic and
natural sources may result in the deposition of PM on
roads.10 Therefore, dust, especially road dust in urban areas,
can act as a significant sink for PM2.5, including NPs.

Urban dust can be resuspended into the air, and this
resuspension is suggested as a contributor of PM2.5 to other
areas, along with coal combustion and motor vehicle
exhausts.11–14 Moreover, given their small size, NPs contrib-
ute little to the mass of PM in road dust, but they are signifi-
cant contributors to particle number.15 These NPs of hetero-
geneous physicochemical composition can be flushed by
stormwater into urban sewer systems, or into streams, and
thus may pose ecological risks to aquatic systems.16–18 Until
now, numerous studies have focused on the occurrence,
source and risk assessment of contaminants, including PAHs,
PCBs, and heavy metals16,17 in road dust samples all over the
world.

Recent research efforts have focused on road dust
resuspension as one of the major sources of atmospheric par-
ticulate matter in urban environments, especially in Asia,19–22

Europe,23–25 and America.26,27 The study of road dust
resuspension is usually performed by sweep/vacuum collec-
tion of particles followed by sieving,21,28 directly sampling
PM on the traffic lanes,20,23,29 or inducing resuspension in
the laboratory and extracting PM through size selective in-
lets.21,25,30,31 Most of the reported research has been
conducted on bulk or very coarse fractions of road dust, and
few studies have focused on the characterization of fine or
ultrafine PM.

Shanghai is a megacity with an area of 6340 km2 and a
population of more than 24 million. With its rapid growth of
population, motorization, urbanization and industrial activi-
ties, Shanghai is under serious stress from airborne contami-
nants, including PM2.5 and NPs. In the present study, road
dust samples were collected in Shanghai from 66 well-
distributed sampling sites across the city. Dust samples were
then aerosolized by a novel aerosolization technique.32 The
<2.5 μm fraction of these samples was characterized using

an array of techniques including ICP-MS, aerosol size distri-
bution instrumentation, and electron microscopy techniques:
scanning electron microscopy (SEM), transmission electron
microscopy (TEM), scanning TEM (STEM), and selected area
electron diffraction (SAED).

The objective of this work was to quantify the trace metal
content and investigate the nanoparticle composition of
PM2.5 generated from the resuspension of road dust col-
lected around the city of Shanghai. Both heavy metals and
nanoparticles may be indicative of existing human exposure
hazards in urban environments. Specific objectives were (1)
to assess geographical distribution of metal contamination in
both aerosolized PM2.5 and bulk dust samples using GIS spa-
tial analysis; (2) to investigate the size and chemical distribu-
tions of dust particles, especially in aerosolized dust samples;
(3) to identify dominant NPs in aerosolized dust, and to as-
sess whether they are engineered, incidental, or naturally oc-
curring NPs, and (4) to estimate their environmental
implications.

Materials and methods
Sample collection

Road dust samples were collected in January 2013 throughout
the city of Shanghai, excluding Chongming Island (Fig. 1).
Sixty-six sampling sites were selected based on their location,
functional area and land use type. A detailed description of
the sampling sites and their surrounding environment is
presented in the Table S1† online. The Shanghai downtown
district had the highest sampling density (Fig. 1 map on the
right), but samples were also taken from surrounding dis-
tricts (see also Table S1† online). At each sampling site, ap-
proximately 30 g of dust were dusted off the pavement along
100 m from each side of the road using a plastic brush and
tray, and then mixed thoroughly to obtain a bulk sample.
Samples were passed through a 0.3 mm stainless steel sieve
to remove coarse particles, hair, fibers, and other large de-
bris, and then stored in plastic bottles.

Aerosolization of dust samples

For each of 66 samples, approximately 200 mg of sieved dust
sample was aerosolized in duplicate using a dry dispersion
method (“disperser”) based on a commercially available vac-
uum generator, developed by Tiwari et al.,32 and operated
with a 10 L min−1 air flow. Following aerosolization, samples
were passed through a PM2.5 cyclone (URG-2000-30EN, URG
Corp.) to eliminate larger particles, and the output was di-
rected to one of three sampling trains (Fig. S1†), leading to
(A) a 47 mm diameter Teflon filter with the pore size of 0.1
μm (all 66 samples), (B) a Microanalysis Particle Sampler
loaded with TEM grids (nine selected samples), or (C) a 520 L
chamber in which 12 selected aerosol samples were charac-
terized using a Scanning Mobility Particle Sizer (15–650 nm
size range, model 3936NL, TSI) and an Aerodynamic Particle
Sizer (523 nm–20 μm size range, model 3321, TSI). Samples
were selected from (B) and (C) based on their concentration
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of metals in the aerosolized vs. bulk fractions (low, medium,
and high) and on whether there was sufficient sample mass
for all analyses (Table S4†). A detailed description of the aero-
solization methods, procedures and the QA/QC of aerosoliza-
tion is presented as ESI.†

ICP-MS analysis

Bulk and aerosolized dust samples were predigested using
HNO3 and H2O2, and further microwave digested according
to EPA Method 3050B.33 This method is considered satisfac-
tory for most metals but is inefficient for titanium oxides,
which are insoluble even under strong acidic conditions.
Trace element concentrations including Ti, V, Cr, Fe, Mn, Co,
Ni, Cu, Zn, As, Sr, Mo, Ag, Cd, Sn, Ba and Pb were analyzed
using an Thermo Electron X-Series inductively coupled
plasma mass spectrometer (ICP-MS) per standard method
3125-B.33 Calibration standards (high-purity standards) were
prepared in a matrix of 2% nitric acid by volume in duplicate.
The detection limit for each element is listed in Table S2 in
the ESI.†

Electron microscopy analysis

Bulk dust samples were investigated using an environmental
scanning electron microscope (ESEM, FEI Quanta 600 FEG)
equipped with an energy-dispersive X-ray spectrometer (EDS,
QUANTAX 400, Bruker). The backscattered electron (BSE)
mode was used to provide visual information based on the
contrast between phases of different atomic numbers (Z). For
example, a particle containing lead (atomic number 82,
atomic mass 207) is significantly brighter than one of carbon
(atomic number 6, atomic mass 12). Selected aerosolized
samples were further investigated using a scanning transmis-
sion electron microscope operating at 200 kV and equipped
with a silicon drift detector-based EDS system (JEM 2100
TEM/Scanning-TEM, JEOL Corporation). Electron diffraction

patterns of the crystalline and semi-crystalline phases were
recorded in selected area electron diffraction (SAED) mode.

GIS methods

To obtain the spatial distribution maps of the heavy metals
in urban dust, which indicate the spatial variability and po-
tential hot spots, IDW (Inverse Distance Weighted) software
was applied to interpolate the heavy metal concentrations
from sampling sites to area maps. ArcMap 10.1 software was
used for the mapping and spatial analysis.

Results and discussion
Metal concentrations in aerosolized and bulk dust

During the aerosolization of dust samples, we essentially re-
moved particles larger than 2.5 μm and recovered only the
fraction that can be resuspended relatively easily during ev-
eryday urban activities. Metal concentrations (Fig. S2†) and
GIS distributions (Fig. S3†) of metals, as well as the grain size
distribution (Fig. S4†) in bulk samples, are discussed in the
ESI.† Compared to bulk samples, aerosolized dust shows a
generally similar pattern of metal concentrations (Fig. S5†).
Iron is the metal present in highest concentration, ranging
from approximately 11 000 to 94 000 mg kg−1 with an average
of 45 968 mg kg−1. Zn, Mn, Cu and Ba follow with average
concentrations of 1836 mg kg−1, 1160 mg kg−1, 1138 mg kg−1

and 833 mg kg−1, respectively. Lead has concentrations in the
range of 42–9626 mg kg−1 with an average of 566 mg kg−1.

The spatial distribution of each metal is shown on the GIS
maps in Fig. 2. Cr, Fe, Mn, Co and Ni all present a similar
distribution pattern with hot spots in western Shanghai,
namely in the Baoshan, Minhang, Songjiang, and Jinshan
districts and downtown. V presents a similar GIS distribution
pattern with As, with hotspots in the Pudong, Fengxian, and
Jinshan districts and downtown. Zn and Ba present similar
patterns with hotspots mostly in the downtown area. The

Fig. 1 Sampling site distribution in Shanghai. The Shanghai downtown district had the highest sampling density (map on the right), but samples
were also taken from the named districts that surround the downtown district.
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occurrence of elevated concentrations of these metals in the
downtown area can be attributed to PM2.5 release from slow-
moving vehicles, as vehicle emissions are typically character-
ized by trace metals such as Cr, Fe, Cu, Ba (brake source),
and Zn (tire wear).26,34–36 This is in agreement with the traffic
volume distribution pattern according to the data from
Shanghai Road Administration Bureau that the downtown

area has the highest traffic volume (Fig. S6† online). The GIS
maps for Sn and Mo show elevated concentrations through-
out the western part of Shanghai. Cu presents a similar distri-
bution pattern to Pb, with sharply elevated levels in the
Jinshan district and downtown. Additionally, Cd also pre-
sents a similar spatial distribution pattern to Pb in the down-
town area. However, Pb has an extremely high concentration

Fig. 2 GIS maps of metals in the aerosolized dust samples in Shanghai.
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in sample 5 collected near an e-waste plant in the Jinshan
district; this high concentration is also observed in bulk dust
samples. The highest Pb concentration goes up to 3192 mg
kg−1 in bulk dust sample 5, and this concentration is close to
the highest concentration reported in Xi'an city in China,37

and higher than those reported in other cities worldwide.38

Furthermore, a principal component analysis (PCA) follow-
ing a varimax rotation method was applied for the source ap-
portionment of metals in the aerosolized dust samples (Table
S3† online).39,40 Four PCs were identified, indicating the local
industry and vehicle emissions as the dominant sources for
the aerosolized dust in Shanghai (see the detailed description
in the ESI† online).

Concentrations of certain metals—Mn, Fe, Zn, Ba and
Pb—in aerosolized dust samples have strong positive corre-
lations (p < 0.05) to their corresponding concentrations in
bulk samples as shown in Fig. S7;† i.e., the higher concen-
trations of these metals in bulk samples, the higher their
concentrations are in aerosolized samples. Furthermore, all
metals analyzed are, in general, enriched during aerosoliza-
tion, i.e., they are present in higher concentrations in aerosol-
ized than bulk dust samples (Fig. 3). To further elucidate the
enrichment of metals in fine particles, the aerosol enrich-
ment factor was introduced; this is a ratio of metal concen-
trations in aerosol over bulk dust samples, represented by

(Caerosol and Cbulk represent the concentration of

each element in aerosolized and bulk dust samples, respec-
tively). V, Cr, Ni, Cu, As, Mo, Ag, and Sn show high enrich-
ment factors with average ef > 5. The high ef values indicate
that those metals are more likely to be present in the fraction
of dust samples that can be easily aerosolized (Dp < 2.5 μm).
It is also noticeable that for these metals with high ef values,
there are no significant correlations between their concentra-
tions in aerosolized and bulk dust samples, indicating that

these may originate from distinct sources. Average ef values
per sampling site are presented in Table S5† online.

Size distribution of the aerosolized dust samples

The aerosolization of the street dust in the laboratory
resulted in aerosol emission factors ranging from 3.3 × 106 to
4.7 × 107 particles per mg of dust, with an average of (1.9 ±
0.4) × 107 PM2.5 particles per mg of dust. By assuming spher-
ical shape and unit aerosol density, we estimate an average
mass emission factor of 3.2 ± 0.7 μg PM2.5 particles per mg
of dust. We observed two main size distribution patterns
(Fig. 4).

The majority of analyzed samples (9 out of 12) presented a
major peak in the ultrafine (<100 nm) range at 34 ± 1 nm,
and a secondary peak at 914 ± 46 nm (Fig. 4a). Three samples
presented overlapping peaks in the 200–400 nm range and in
the 1000 nm range (main peak at 350 ± 53 nm), but no peaks
in the ultrafine range (Fig. 4b). Aerosol medians, modes, and
emission factors for each sampling site are presented in Ta-
ble S4† online.

The dispersion technique used in this work has previously
been used by us to aerosolize bovine serum albumin (BSA)
and mannitol,41 as well as TiO2, CeO2,

32 and C60 (ref. 32 and
42) nanoparticle powders. Size distributions in Fig. 4 do not
resemble those reported in these studies, which reported
unimodal size distributions (except for TiO2). The minimum
particle size for the aerosolized materials in these previous
studies correlates with the primary particle size (several
microns for BSA and mannitol, 30 nm for TiO2, 15 nm for
CeO2), except for C60, which is molecular in nature. This sug-
gests that the disperser partially deagglomerated these mate-
rials, but did not fracture primary particles.

This dispersion method deagglomerates incoming parti-
cles via collision with each other and with the interior walls
of the disperser. Most of these collisions happen at particle

Fig. 3 Ratios of the concentration of metals in aerosolized samples over bulk dust, representing the overall enrichment of metals in aerosolized
samples (or “aerosol enrichment factor”, ef). A horizontal line was added to the ratio of 1 to represent the hypothetical point in which there would
be no significant difference between bulk and aerosolized samples. An ef greater than one signifies that aerosolized samples contain a relatively
higher concentration of said metal than bulk dust samples, which may indicate that said metal is more likely to be present in particles smaller than
2.5 μm. Groups with average ef > 5 are highlighted in red (darker shade).
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speeds below 10 m s−1,41 which is a realistic air speed within
an urban area.43 We conclude that the dispersion acted to
deagglomerate the dust in this study but is not likely to have
fractured constituent particles.

Dominant nanoparticles observed in aerosolized dust
samples

Based on their metal concentrations, samples 5, 7, 26, 42, 47,
48, 51, 53 and 66 were further investigated using SEM and
TEM. In addition to soot and amorphous silica particles, Fe-,
Pb-, Ba-containing NPs and other metal oxide NPs were
found to be dominant NPs in aerosolized dust samples.

Iron oxides

We found the iron oxides magnetite (Fe3O4), hematite
(Fe2O3), goethite (FeO(OH)), and ferrihydrite (a poorly crystal-
line ferric oxyhydroxide) in aerosolized dust samples with
many grains ranging down in size to a few tens of nanome-
ters or less. As shown in Fig. S8,† magnetite aggregates with
different morphologies and primary sizes were identified
with d-spacings of 4.8 Å and 2.96 Å, which match the (111)
and (220) lattice planes of magnetite. These particles (Fig.
S8B†) show clearly an octahedral or cubic shape, with growth
surfaces terminating on serrated (111) faces (Fig. S8B2†).
Scanning TEM revealed these magnetite particles to be
coated with a carbon-rich film, and show strong association
with minor amounts of other metals, such as Cr, Ni, Cu and
Zn. In contrast, as shown in Fig. S8C,† magnetite aggregates
were observed with primary spherical particles in the size of
50–600 nm. The largest particles are surrounded by small
spherules (50–200 nm), and STEM/EDS analysis shows that
these are associated with minor amounts of Mn, Cu, Zn, and

trace amounts of Ni and Pb. Additionally, hematite aggre-
gates were found to be composed of very small primary parti-
cles, ranging from a few nm to 20 nm, with d-spacings of
3.70, 2.71, 2.52, 2.28, 2.21 Å, which match d-spacings of the
(012), (104), (110), (006) and (113) hematite planes, respec-
tively (Fig. S9A†).

Magnetic particles are often found in coal fly ash44 and
diesel exhaust.45 These combustion related magnetite parti-
cles are usually spherical and their sizes vary depending on
the combustion temperature and fuel type.44,46,47 The occur-
rence of magnetite and hematite in coal fly ash may be due
to the transformation of pyrite (FeS2) and szomolnokite
(FeSO4·H2O) during coal combustion.44 A recent study on
magnetic PM shows that the grain size of the emitted parti-
cles deceases from steel works, to coal combustion, to vehicle
exhaust, and that magnetite is the dominant inorganic PM in
these occurrences.48 In addition to combustion related parti-
cles, most magnetic particles derive from vehicle emissions
via abrasion/corrosion of engine or vehicle body material.
They are typically in the form of non-spherical aggre-
gates.49,50 We found abundant spherical magnetic NPs which
are probably derived from fuel combustion processes. The
non-spherical magnetite nanoparticles (Fig. S8A and B†)
could also be related to vehicle emission,46,47 but biogenic
magnetite cannot be excluded, especially for the case in Fig.
S8A,† as biogenic magnetite is usually in the nano-scale with
high crystallinity.51 Naturally occurring hematite also cannot
be ruled out, as it is exceptionally common in soils around
the world.8,52

Other nano-iron oxides, such as ferrihydrite particles
(most likely naturally occurring due to its ubiquity in soils
and surface waters, although incidental origins cannot be
ruled out), were also identified by the d-spacing of 2.5 and

Fig. 4 Aerosol size distributions of aerosolized samples presenting a primary peak <100 nm (a) and those with a primary peak >100 nm (b).
Shaded areas represent standard errors to the mean values. Curves with no shaded regions represent situations in which only one sample was
aerosolized due to insufficient sample mass for replicates. The residual standard deviation (RSD) at the peak measurement in site #42 (the
broadest distribution) is 30%.
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1.5 Å according to the SAED pattern (Fig. S9B2†). Iron-rich in-
cidental fly ash particles are spherical (Fig. S9C†) and ubiqui-
tous in all the aerosolized samples investigated. Geothite aggre-
gates with a schwertmannite-like “hedge-hog” morphology8,52,62

were also found in dust samples (Fig. S9D†). These iron rich
particles show a sharp electron diffraction pattern with
d-spacings of 4.98, 2.70 and 2.58 Å matching geothite (Fig.
S9D2†). As shown in Fig. S9D3,† the goethite needles are
formed by nanorods from a few nanometers to 20 nm or so
in length, and EDS analyses also show that Mn, Ni and Zn
are also associated with these needles. Such goethite mor-
phologies are very common in soils and many other geologic
environments.8,62

Lead nanoparticles

Lead was found in elevated concentrations in many samples;
its maximum concentration in both aerosolized and bulk
dust occurred at site 5. Many types of Pb-containing phases,
not surprisingly sulfides and sulfates due to the tremendous
chemical affinity between lead and sulfur, are likely all inci-
dental particles as described below. Details were revealed by
SEM and TEM investigation. Because the contrast observed
in SEM-based BSE images is the result of differences in Z,
particles containing Pb (very high Z) appear much brighter.
Pb-rich particles in different sizes were ubiquitous in dust
samples from site 5 as shown in Fig. 5. Using EDS, Pb and S

Fig. 5 Various lead-containing particles in bulk dust and aerosolized dust samples from site 5. A: BS SEM image shows the distribution of lead-
rich particles; B–C: BS SEM images show typical PbS particles both in the bulk dust and aerosolized samples; D–F: BS SEM images, showing Pb-rich
particles associated with Sn; G1–2: TEM and SAED images show PbSO4 associated with SnSO4; H1–2: TEM images show PbSO4 aggregates with pri-
mary size <50 nm and H2 is the magnification of the selected area in H1.
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were found to be dominant elements, which suggests the ex-
istence of PbS in the dust from site 5 (Fig. 5B). Sn was also
found in those Pb-rich particles as well as in other samples
(Fig. 5D–F). Using TEM coupled with EDS and SAED, we
show that the co-existence of Pb and Sn is attributed to the
occurrence of PbSO4 and SnO2/SnSO4 (Fig. 5G), and Pb
adsorbed onto SnSO4.

It is important to note that site 5 is located near an
e-waste recycling plant. E-waste is hazardous and contains
many toxic components, including lead. Lead is predomi-
nantly found in the glass of cathode ray tubes (CRTs), sol-
ders, and in mobile phones. For example, a large CRT can
contain up to 3 kg of lead.53 Lead sulfate has been one of the
most effective and commonly used stabilizers in PVC sheath-
ing for cables and wires. Lead and tin solders have been
widely used in electronics.54 In a recent study, Julander
et al.55 reported a linear correlation between lead concentra-
tions in the inhalable aerosol fraction and in blood, plasma,
or urine in workers at e-waste recycling plants. In the present
study, the concentration of lead was 3.1 ± 0.2 times higher in
aerosolized PM2.5 than in bulk street dust and the concentra-
tion of lead in the PM 2.5 of site 5 was found to be more than
9000 μg g−1, thus posing the potential for extremely high risk
to the local population.

In addition to PbS and Pb–Sn rich NPs, PbSO4 and PbSO4

associated with Sb were also investigated in dust samples. Sb
has been mainly used in alloys for batteries, plain bearings
and solders, and it has been suggested as a tracer for brake
wear.26 For example, Fig. 5H shows a PbSO4 aggregate with
primary particles in the size of 40–80 nm found in dust taken
from a university campus (site 51), which is likely attributed
to atmospheric deposition. In a study applying X-ray absorp-
tion fine structure (XAFS), PbSO4 was found as a major chem-
ical phase of lead in PM10 samples in Shanghai and major
sources of lead were attributed to coal combustion, meta-
llurgic dusts and automobile exhaust.56

Other dominant nanoparticles

Barite (BaSO4) nanoparticles (Fig. S10A;† could be mined
minerals or synthetic materials) were ubiquitous in dust sam-
ples, which was confirmed by EDS detection and d-spacing
values of 4.34, 3.89, 3.30, and 3.11 Å, identified by SAED (Fig.
S10A3†). They are typically in a size range of 10 nm up to a
few microns as shown in Fig. S10(A1 and A2).† Barite is com-
monly used as a weighting agent for drilling fluids in oil and
gas exploration, and it can also be used in paints and plas-
tics, soundproofing in engine compartments, automobile
coatings, friction products for automobiles and trucks, etc.
Fig. S9A2† shows barite particles ranging from 200 to 300 nm
that are associated with Fe, Co, Cu and Sr.

TiO2 and ZnO nanoparticles, which are common among
engineered NPs, were also commonly found in Shanghai dust
samples. The ZnO could be originating from vehicle emis-
sions, because engineered ZnO nanoparticles are commonly
added to tires as an activator of the vulcanization process.

TiO2, identified as rutile aggregates, were also discovered in
dust samples. Additionally, zinc and iron sulfide NPs were
also found.

Calcium-containing particles, such as CaCO3, CaSO4 and
CaO, as naturally occurring and/or incidental particles, were
ubiquitous in dust samples. Moreover, calcium phosphate in
the form of hydroxyapatite, Ca5(PO4)3(OH), was identified in
aerosolized dust samples (Fig. S10B†). Hydroxyapatite is the
main inorganic constituent of bone and teeth. The cytotoxic-
ity of hydroxyapatite is size and shape-dependent;57 hydroxy-
apatite NPs can induce cell death and, when inhaled, they
can cause adverse biophysical effects on pulmonary surfac-
tants.58 As shown in Fig. S10B1,† hydroxyapatite NPs were
present in sizes of 30–90 nm in rod and spherical shapes and
were associated with trace amounts of iron, cobalt and zinc.

Incidental soot and soot-like aggregates were also ubiqui-
tous in all samples investigated, with primary particle sizes
ranging from 40 to 120 nm (Fig. S10C†). A typical onion-like
structure of graphitic layers with an amorphous structure was
observed (Fig. S10C2†). Other ubiquitous soot-like materials
in smaller particle sizes (ranging from a few nm to 60 nm)
were found to be aggregates of amorphous silica (Fig.
S10D†), using EDS and SAED. Amorphous silica is used in a
variety of products, such as in tire compounds, as fillers in
the rubber industry, as free-flow and anti-caking agents in
powder materials, and they are also widely used in toothpaste
additives, paints, silicon rubber, insulation material, liquid
systems in coatings, adhesives, printing inks, plastisol car un-
dercoats, and cosmetics.59 The ubiquity of amorphous silica
in road dust samples suggests that it is likely to have origi-
nated from the abrasion of vehicle tires. Crystalline silica has
been classified as a known hazardous and carcinogenic air
pollutant and amorphous silica is known to be less toxic.
Nevertheless, severe lung inflammation60 and cardiovascular
toxicity61 have been reportedly induced by ultrafine amor-
phous silica particles. Ultrafine silica is naturally occurring,
and is common in soils and sediments,63 but it is synthe-
sized for industrial uses.

Conclusions and environmental
implications

In this work, based on an array of techniques including labo-
ratory aerosolization, size distribution measurements, ICP-
MS, and SEM/TEM/EDS/SAED analyses, we demonstrate the
wealth of information that can be obtained from collecting
and analyzing street dust and nanoparticles contained
therein. This information is used to understand not only at-
mospheric resuspension processes, but also to assess the im-
portance of the nanoparticles as urban environmental pollut-
ants consisting of a mixture of engineered, incidental, and
naturally-occurring nanoparticles. Further, street dust may
become a valuable resource with respect to epidemiological
studies of urban public health: it is simple to collect (com-
pared to PM2.5 atmospheric sampling), it may be collected
from a large number of sites nearly simultaneously (unlike
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all but the largest air-sampling campaigns), it is reflective of
surrounding environmental hazards, it is time-integrated
(representing the local environment in the past few days to
weeks, depending on the meteorological conditions), and it
is reflective of potential local public exposures. Dust content
is also clearly influenced by atmospheric deposition, and
may thus reflect public health hazards of local, regional, and
even global scales.

Dust aerosolization, as done in this study, may be a useful
way to examine the composition and characteristics of nano-
particles contained in the dust, further providing information
on potentially resuspended NPs. Street dust aerosolization
brings two important advantages over bulk street dust analysis:
(1) from an exposure science standpoint, this technique makes
it possible to probe into the dust fraction that can be
resuspended and inhaled; and (2) from an environmental
nanoscience standpoint, it enables electron microscopy analy-
ses of the nanoscale components of dust, which, without the
aerosolization step, may be completely obscured by large parti-
cles in bulk samples. The volume distribution of bulk dust
shown in Fig. S4† demonstrates this point: particles too large
to be suitable for analysis by electron microscopy make up a
significant portion of the total sample volume. Lacking aerosol-
ization to separate the bulk dust into its constituents, nano-
scale particles would not be observable via microscopy. This
technique may be especially informative for samples collected
in complex and large urban areas, such as Shanghai, which
are likely to contain a higher diversity of nanoparticles, includ-
ing those that have not been included in the present study,
such as NPs that have organic components, as well as Pt-group
elements which would be expected from catalytic converters.

Clearly, as dust is re-suspended by anthropogenic activity
and/or natural phenomena (windy conditions), its nano-
constituents pose a public health hazard via inhalation due
to the NPs' deep penetration into the alveolar regions of the
lung.5 As discussed above, certain metals were enriched in
the aerosolized dust relative to the bulk dust. Elements with
ef values higher than 1 indicate that inhalation exposures to
that particular metal may be significantly higher than the
mass ratio of that element in bulk dust would suggest. Vari-
ous NPs were identified in the aerosolized dust samples, in-
cluding Fe-, Pb-, Ba-, and Zn-containing particles, and other
nano-sized particles. These NPs were found mostly as aggre-
gates in a wide size range from nanometers up to microns.
Larger aggregates could be broken down into smaller NPs un-
der different meteorological conditions and traffic activities,
thus posing a potentially higher environmental risk. Further-
more, the size distribution of aerosolized samples showed
that the majority of samples presented a major peak in the
ultrafine (<100 nm) range, indicating definite inhalation
health risks. In addition, we estimate an average of 3.2 ± 0.7
μg mg−1 of dust to become resuspended in the form of PM2.5
in the city of Shanghai. This information can be used to in-
form air quality models and policy makers interested in the
contribution of road dust to environmental pollution in large
cities.
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