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i, Na; MIV ¼ Ge, Sn) concurrently
exhibiting wide bandgaps and good nonlinear
optical responses as new potential infrared
nonlinear optical materials†

Kui Wu, ‡a Yu Chu,‡bc Zhihua Yang b and Shilie Pan *b

Exploration of new nonlinear optical (NLO)materials is of importance for infrared (IR) applications. However,

it is an extremely tough challenge to design and synthesize excellent IR NLO materials with optimal

performances (e.g., concurrently a large NLO response and wide bandgap). Herein, four new mixed

alkali/alkaline earth metal sulfides, A2SrM
IVS4 (A ¼ Li, Na; MIV ¼ Ge, Sn), were successfully synthesized by

a motif-optimization approach using the classical AgGaS2 as a template. Note that all of them

concurrently exhibit wide bandgaps (3.1–3.8 eV) and good NLO responses (0.5–0.8 � AgGaS2) with

phase-matching behavior, which satisfy the balance conditions (Eg $ 3.0 eV and dij $ 0.5 � benchmark

AgGaS2) of optical performances and hence are outstanding IR NLO materials. Remarkably, both of

Na2SrM
IVS4 have the same structure without the structural transformation (Ge to Sn) in the reported

related analogues and an interesting cation-dependent structural change is also found in Na2M
IISnS4

(MII: Sr, R3c vs. Ba, I�42d). These results verify that the above design strategy of motif-optimization

provides a feasible guide for the discovery of new IR NLO candidates and the A–AE–M–S (A ¼ alkali

metal; AE ¼ alkaline-earth metal; M ¼ Ga, In, Ge, Sn) system was identified as the preferred system for IR

NLO materials.
Introduction

Nonlinear optical (NLO) materials are of great importance in
achieving the output of tunable lasers ranging from ultraviolet
(UV)/deep-UV to the infrared (IR) region.1 In the deep-UV to
visible regions, many kinds of oxides including borates,2 phos-
phates,3 carbonates,4 and iodates5 have been developed as worth
exploring systems for the discovery of NLO candidates. Unfortu-
nately, most oxides are limited in the IR region because of their
low IR absorption edges induced by the strong absorption of
metal/metalloid-oxygen bands. So far, commercially available
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NLO materials have been rarely discovered in the IR region and
all of them still exhibit some inherent performance drawbacks
(low laser damage threshold (LDT) and two-photon absorption
(TPA)) that seriously hinder their wide applications.6 Therefore,
a critical prerequisite for the future exploration of IR NLO mate-
rials is to achieve a suitable balance between the large second
harmonic generation (SHG) response (dij) and wide bandgap (Eg)
in view of their inversely proportional relationship; thus, the two
important parameters (Eg and dij) must satisfy the following
balance conditions (Eg $ 3.0 eV and dij $ 0.5 � benchmark
AgGaS2) for one outstanding IR NLO material.7 Aer decades of
exploration and development, hundreds of IR NLOmaterials have
been synthesized and note that chalcogenides are the main
research source for the exploration of new IR NLOmaterials.8 The
previously reported results show that by incorporation of the
second-order Jahn–Teller (SOJT) effect d0 transition-metals or/and
lone-pair cations into crystal structures it is hard to obtain suit-
able balanced performances for IR NLO materials.9 Thus, an
efficient design strategy that could enhance the Eg and simulta-
neously maintain good dij appears to be particularly important.
Aer a detailed literature survey, to the best of our knowledge,
about dozens of chalcogenides satisfy the demand of perfor-
mance balance so far and most of them are suldes.10 Besides,
this investigation also shows that almost all their cations are
alkali or/and alkaline earth metals without d–d or f–f electronic
Chem. Sci., 2019, 10, 3963–3968 | 3963

http://crossmark.crossref.org/dialog/?doi=10.1039/c9sc00028c&domain=pdf&date_stamp=2019-03-29
http://orcid.org/0000-0003-3106-9150
http://orcid.org/0000-0001-8726-7952
http://orcid.org/0000-0003-4521-4507
http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/c9sc00028c
https://pubs.rsc.org/en/journals/journal/SC
https://pubs.rsc.org/en/journals/journal/SC?issueid=SC010014


Fig. 1 (a) Corner-sharing (LiS4)n layer; (b) whole crystal structure of
Li2SrGeS4 (Sr–S bonds omitted for clarity); (c) 3D network structure
composed of edge-sharing SrS8 dodecahedra (Ge–S and Li–S bonds
omitted for clarity); (d) comparison of the interlayer spacing between
adjacent (LiS4)n layers in Li-based materials.

Fig. 2 (a) Crystal structure of Na2BaSnS4 along the c-axis: a 3D
network composed of edge-sharing BaS8 dodecahedra, and an edge
and corner-sharing (NaS6)n 3D network; (b) the whole structure of
Na2SrSnS4: three-types of rings (outermost, inner, innermost), 24-
NaS6-MR, and 6-SrS7-MR.
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transitions and several anionic groups, e.g., typical MS4 (M ¼ Ga,
In, Ge, Sn) tetrahedra, act as critical “NLO active units” and
provide the main contribution to the origin of the SHG
response.11 Recently, considering the structural and performance
features of commercial IR NLO materials, a targeted element-
cosubstitution strategy has been used to design new potential IR
NLO materials by the replacement of cations or/and anionic
groups with classical materials as templates.12 For example, many
diamond-like (DL) and chalcopyrite-like (CL) suldes can be
structurally designed from the prototype compound AgGaS2.13

With this in mind, the classical AgGaS2 is chosen as a template,
through substituting the Ag cation with alkali (Li, Na) and alka-
line earth (Sr) metals and the GaS4 anionic group with MIVS4 (M

IV

¼ Ge, Sn) NLO active units to afford the successful discovery of
four new noncentrosymmetric (NCS) suldes in this work, A2-
SrMIVS4 (A¼ Li, Na; MIV¼ Ge, Sn). The experimental results show
that all of them exhibit excellent performances (Eg: 3.1–3.8 eV; dij:
0.5–0.8� AgGaS2) and achieve the optimal balance of wide Eg and
good dij, which indicates that they satisfy the performance
demands as outstanding IR NLO candidates and can further
remove the low LDTs and TPA of commercial materials. More-
over, the above results also conrm the feasibility of the motif-
optimization strategy for exploring new IR NLO materials.

Results and discussion

Single crystal X-ray analysis shows that Li2SrM
IVS4 crystallize in

the I�42m space group whereas Na2SrM
IVS4 crystallize in the R3c

space group (Table S1†). Note that an interesting structural
change is found in Na2SrSnS4 (R3c) and Na2BaSnS4 (I�42d), but
Na2SrM

IVS4 do not undergo the structural transformation with
different MIV (Ge to Sn) atoms in comparison with other re-
ported analogues, such as Ag2BaGeS4 (I�42m) vs. Ag2BaSnS4
(I222)14 and Na2BaGeS4 (R3c) vs. Na2BaSnS4 (I�42d)12a (Table S2†).
Bond valences and the global instability index (GII) are also
calculated and the results verify their structural reasonability
(GII ¼ 0.10–0.13) (Tables S3–S6†). Herein, we have chosen Li2-
SrGeS4 and Na2SrSnS4 as the representatives to depict their
structural differences. As for Li2SrGeS4, its three-dimensional
(3D) network structure is composed of 2D corner-sharing (LiS4)n
layers (Fig. 1a) and isolated GeS4 ligands, where the Sr atoms are
located in the tunnels (Fig. 1b); in other words, its structure can
be also depicted as a 3D framework composed by the inter-
connection of edge-sharing SrS8 dodecahedra with Li and Ge
atoms located at the channels (Fig. 1c). More importantly, it
appears that the interesting compression of the unit cell along
the c-axis and Li2SrGeS4 can be considered as the “compressed
CL material”, which is also similar to the reported CL struc-
tures. According to the following equation of the structural
distortion degree (Dd ¼ 2 � (c/a), a and c are the cell parame-
ters),15 the calculated results show that Li2SrM

IVS4 exhibit
a large Dd (Ge: 0.815 vs. Sn: 0.811), thus leading to severe
compression along the c axis because of the larger coordination
number (8) of Sr atoms than only 4 in classical AgGaS2 (Table
S7†). Moreover, based on the similar structures of known Li-
based compressed CL suldes,13b the interlayer spacing between
two adjacent (LiS4)n layers (1 and 2) was also calculated and the
3964 | Chem. Sci., 2019, 10, 3963–3968
interlayer spacing increases gradually from 2.5160 to 2.5497 Å
with the increase of the cation radius of Sr2+ (1.40 Å) to Ba2+

(1.56 Å),16 which indicates that a large cation radius corre-
sponds to a wide interlayer spacing but is inversely proportional
to the large Dd in compressed CL materials (Fig. 1d and Table
S7†). This result may give us a feasible way to predict the
interlayer spacing and Dd for new compressed CL materials.

Na2M
IISnS4 (M

II ¼ Sr, Ba) undergo the interesting structural
transformation (Sr, R3c vs. Ba, I�42d) with the different alkaline-
earth metals (Fig. 2). Based on the previous analysis,12a the
whole structure of Na2SrSnS4 can be depicted as the combina-
tion of numerous three-types of rings including the outermost
24-NaS6-MR ring, inner fake ring (composed of six isolated SnS4
tetrahedra) and innermost 6-(SrS7)-MR circle (Fig. 2b). Inter-
estingly, both of the similar isolated SnS4 tetrahedron and NaS6
octahedron exist in the structures of Na2M

IISnS4 although they
This journal is © The Royal Society of Chemistry 2019
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Fig. 4 (a) Experimental bandgaps of Li2SrGeS4 and Li2SrSnS4 (inserted
are the photographs of picked crystals); (b) experimental bandgaps of
Na2SrGeS4 and Na2SrSnS4 (inserted are the photographs of picked
crystals); (c) powder SHG responses of Li2SrGeS4 and Li2SrSnS4 versus
AgGaS2; (d) powder SHG responses of Na2SrGeS4 and Na2SrSnS4
versus AgGaS2.

Fig. 3 Powder XRD patterns of title compounds.
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still have several obviously different structural features. The
prominent structural difference is the connection modes of
NaS6 and BaS8/SrS7 polyhedra, for instance, the BaS8 polyhedra
connect with each other by sharing edges to form a 3D network
in Na2BaSnS4 (Fig. 2a), whereas the SrS7 ligands link together by
sharing corners and edges to make up the tunnel structure in
Na2SrSnS4; besides, note that the NaS6 octahedra are connected
together to form 24-MRs in Na2SrSnS4, which is obviously
different from that (all Na atoms exist in the tunnels linking
together to form a 3D framework structure) in Na2BaSnS4.
Moreover, Na2SrMS4 show discriminated structures compared
with those of Li2SrMS4 (R3c vs. I�42m) because of the different
coordination numbers for monovalent cations (Na: 6 vs. Li: 4).
We have also investigated the effect of distortion degrees (Dd ¼
(d(longest) � d(shortest)) and Dq ¼ (q(largest) � q(smallest))) of
IS4 tetrahedra (I ¼Ag, Cu, Na, Li) on the structural changes of
the I2–AE–M–S4 system (Table S2†). The result shows that the
distortion degrees (Dd and Dq) of IS4 units exhibit signicant
changes while the series of compounds undergo the space
group transformations. Aer analysis of their structural
features, it is clear that their structural transformations have
a close relationship with the sizes and coordination numbers of
cations. The above results also verify that the variable structural
dimensionality and symmetry can be attributed to the cationic
size effect, and similar phenomena were discovered in many
relative systems, such as BaGa4S7 (Pmn21)11a vs. PbGa4S7 (Pc),17a

Ba2GeSe4 (P21/m)17b vs. Mg2GeSe4 (Pnma),17c etc. More impor-
tantly, our previous work has also reported the rising structural
symmetries (Cs, P�1; Rb, P21/c; a-K, Aba2; and Na, P�4c2) in the
A2Hg3Ge2S8 (A ¼ alkali metal) system with the element substi-
tutions (Cs to Na).18 Thus, a slight change of the cation size can
lead to structural changes and future structure prediction
should pay close attention to the effect of cation sizes on crystal
structures.

Air-stable high quality single crystals of millimeter dimen-
sion for title compounds were successfully prepared by spon-
taneous crystallization in vacuum-sealed silica tubes (Fig. 4a
and b). Their experimental XRD patterns are in agreement with
the simulated ones derived from the crystal data, which further
verify the purity of polycrystalline samples (Fig. 3). We have also
compared the powder XRD patterns before and aer melting for
the title compounds. Comparison results show that all of them
exhibit identical patterns before and aer melting, which
demonstrates that they are congruently melting compounds
(Fig. S1†). Besides, as seen from Fig. S2,† there are no obvious
absorption peaks in the range from 4000 to 500 cm�1, which
indicates that they have a wide IR transmission region (�20
mm). In addition, critical optical parameters including Eg, dij
and LDTs of the title compounds were systematically measured.
All of them exhibit a wider Eg than the benchmark AgGaS2 (2.73
eV), such as Li2SrGeS4 (3.75 eV), Li2SrSnS4 (3.10 eV), Na2SrGeS4
(3.80 eV), and Na2SrSnS4 (3.12 eV), which is similar to those of
other reported A2BaMS4 compounds (Fig. 4a and b). The above
results also indicate that the cosubstitution of alkali or alkaline
earth metals in the same main group has little inuence on the
material Eg, which can also be conrmed in relative systems
including AZn4Ga5S12 (A ¼ K, Rb, Cs; �3.65 eV)19 and
This journal is © The Royal Society of Chemistry 2019
A3Ga3PS8Cl (A ¼ K, Rb; 3.60 vs. 3.65 eV).10d Besides, their
shortwave absorption edges are lower than 400 nm and such
a low absorption edge can remove the effect of harmful TPA at 1
mm for another classical ZnGeP2; thus, recent mature laser
sources (e.g. 1.06 mm) may be utilized to achieve the frequency-
conversion in the title compounds. Besides, based on density
functional theory, their band structures have been calculated
and the results indicate that their optical absorptions (2.20–2.84
eV) are mainly derived from the MIVS4 units for the title
compounds (Fig. 5 and S3†). Moreover, a wide Eg is helpful to
improve the LDT and further ensures the normal use without
damage or breakdown under the high-power laser system for
one of the materials. Recently, estimating the LDTs of new NLO
compounds on powder samples has become a feasible method
according to the previously reported research results.20 Herein,
powder LDTs of the title compounds were investigated under
Chem. Sci., 2019, 10, 3963–3968 | 3965
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Fig. 5 Total and partial density of states (TDOS and PDOS) of title
compounds: (a) Li2SrGeS4, (b) Li2SrSnS4, (c) Na2SrGeS4, and (d)
Na2SrSnS4.

Fig. 6 Schematic diagram of designing new IR NLO materials by the
motif-optimization with AgGaS2 as the template and title compounds
achieve the suitable balance of wide Eg and good dij.

Chemical Science Edge Article

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

5 
Fe

br
ua

ri
 2

01
9.

 D
ow

nl
oa

de
d 

on
 3

0/
10

/2
02

5 
00

:2
8:

19
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
the excitation of a 1.06 mm pulse laser with AgGaS2 as the
reference (Table S8†). The experimental result shows that the
title compounds have higher LDTs than AgGaS2, for example,
Li2SrGeS4 and Na2SrGeS4 (10 � AgGaS2), Li2SrSnS4 (5.0 �
AgGaS2), and Na2SrSnS4 (6.0 � AgGaS2), which are comparable
to those of other famous IR NLO crystals, such as LiGaS2 (11 �
AgGaS2),21 LiInS2 (2.5 � AgGaS2),21 HgGa2S4 (3.0 � AgGaS2),22

BaGa4S7 (3.0 � AgGaS2),11a and BaGa4Se7 (3.7 � AgGaS2).11b

Based on the high LDTs and low shortwave absorption edges,
the title compounds have good potential to achieve the output
of the high-power IR laser with mature lasers (Ti:Al2O3 or
Nd:YAG) excitation sources in comparison with commercial IR
NLO materials.

In view of the NCS structures of the title compounds, the
common Kurtz and Perry method23 was adopted to investigate
their powder SHG responses with AgGaS2 as the reference. As
seen from Fig. 4, all of their SHG intensities show a gradually
increasing trend with the increase of their particle sizes, respec-
tively, indicating the type I phase-matching behavior that is of
importance for the high-efficient laser output, which is also
similar to those of relative Ba-based analogues. Note that they
exhibit good SHG responses about 0.5 and 0.8 times that of
AgGaS2 (d36 ¼ 13.9 pm V�1) for the title thiogermanates (7.0 pm
V�1) and thiostannates (11.1 pm V�1) at the maximum particle
size (200–250 mm), respectively. Meanwhile, their SHG coeffi-
cients have also been calculated and the maximum values are
4.75 for Li2SrGeS4, 6.64 for Li2SrSnS4, 6.44 for Na2SrGeS4 and 7.07
pm V�1 for Na2SrSnS4, respectively, which are basically in
agreement with the experimental results. Besides, their dij is
comparable to those of famous Li-based IR NLO materials, such
as LiGaS2 (d31 ¼ 5.8 pm V�1)21 or LiInS2 (d31 ¼ 7.25 pm V�1).21

According to the above analysis, the title compounds exhibit
excellent performances with a wide Eg (>3.0 eV) and good dij (>0.5
� AgGaS2) that satisfy the proposed balance conditions and
hence are outstanding IRNLOmaterials. Thus, all of them can be
expected to act as promising NLO candidates in the IR region.

Recently, an increasing number of IR NLO materials has
been discovered by adopting the motif-optimization strategy
3966 | Chem. Sci., 2019, 10, 3963–3968
with classical materials as templates based on the optimized
atoms or/and anionic groups, such as DL or CL materials. Thus,
this strategy has been proved to be an effective way to reorganize
crystal structures and adjust physicochemical performances.13

In this work, incorporation of electropositive alkali or/and
alkaline earth metals (A+/AE2+) as cations and MIVS4 as “NLO
active units” into the crystal structure of AgGaS2 to replace the
Ag+ cation and GaS4 units affords the successful discovery of
a series of promising IR NLO materials and the optimization of
alkali or alkaline earth metals in the same main group has little
inuence on thematerial Eg, which can be also conrmed in the
successful discovery of a series of promising IR NLO materials
and the research results also prove that the above design
strategy is feasible (Fig. 6). Up to now, only 8 related IR NLO
materials with excellent performances belonging to the A2-
AEMIVS4 (A ¼ Li, Na; AE ¼ Ba, Sr; MIV ¼ Ge, Sn) formula have
been discovered (Table S9†). Thus, based on the above analysis,
it can be concluded that the selection of cations or anionic
groups should be extended to other A (K, Rb, Cs) and AE (Mg,
Ca) elements or MIIIS4 ligands and the A–AE–M–S system should
be identied as the preferred system for the future exploration
of new IR NLO materials.
Conclusions

In summary, four potential IR NLO suldes, A2SrM
IVS4, have

been successfully discovered by the motif-optimization design
strategy with classical AgGaS2 as the template. Li2SrM

IVS4
exhibit compressed CL structures, whereas Na2SrM

IVS4 possess
multiple rings and tunnel structures. Besides, analysis of the
interlayer spacing (d) among CL materials shows that d has
a close relationship with the cation radius and structural
distortion degrees. Remarkably, all of them exhibit excellent
performances, especially for the optimal balance of wide Eg and
good dij. The discovery of the above materials also conrms that
motif-optimization is an effective strategy to tune crystal
This journal is © The Royal Society of Chemistry 2019
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structures and performances and then further design prom-
ising IR NLO candidates. Furthermore, considering the char-
acteristics of optimized cations or anionic groups, the A–AE–M–

S system was identied as the preferred system for the future
exploration of new IR NLO materials.
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