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The engineering of core@multi-shell nanoparticles containing heterogeneous crystalline phases in

different layers constitutes an important strategy for obtaining optical probes. The possibility of obtaining

an opto-magnetic core@multi-shell nanoparticle capable of emitting in the visible and near-infrared

ranges by upconversion and downshifting processes is highly desirable, especially when its optical

responses are dependent on temperature and magnetic field variations. This work proposes the synthesis

of hierarchically structured core@multi-shell nanoparticles of heterogeneous crystalline phases: a cubic

core containing DyIII ions responsible for magnetic properties and optically active hexagonal shells, where

ErIII, YbIII, and NdIII ions were distributed. This system shows at least three excitation energies located at

different biological windows, and its emission intensities are sensitive to temperature and external mag-

netic field variations. The selected crystalline phases of the core@multi-shell nanoparticles obtained in

this work is fundamental to the development of multifunctional materials with potential applications as

temperature and magnetic field optical probes.

1. Introduction

The whole is greater than the sum of its parts is at the heart of
designing multifunctional materials. Engineering a nanoscale
material that contains more than one physical property is an
ongoing challenge that has attracted much attention over the
last few decades.1–4 As such, owing to their remarkable
luminescence and magnetic properties, lanthanide ions have
often been the metal of choice for synthesizing opto-magnetic
systems.5–12 Rare-earth NaLnF4 nanoparticles have been exten-
sively investigated as multifunctional materials owing to their
tunability via a dilution method.13–16 Through careful compo-
sition control within the NaLnF4 matrix using various lantha-

nide ions, thanks to chemical and ionic radii similarities,17–21

it was possible to tap into unique optical properties such as
upconversion,22–24 optical thermometry25–27 and optical bar-
coding.28 Similarly, by employing diverse paramagnetic lantha-
nide ions, it is possible to also fine-tune the magnetic pro-
perties; however, this is much less explored in contrast to the
optical properties.29,30 With that being said, optimizing each
individual physical property in one single layer of a multilayer
material is a difficult task. For example, through careful com-
position control in NaLnF4 with optically active ions such as
EuIII, TbIII, ErIII and/or YbIII, attaining remarkable upconver-
sion performance becomes a reality.31–36 Enhancing magnetic
performance using highly anisotropic DyIII, a Kramer ion, will
presumably lead to higher magnetic moments, yet it will also
likely quench ErIII upconversion emission.37–39 Similarly,
lessons learned from the molecular systems indicate that a
higher coordination geometry around the metal ions tends to
favour improved magnetic performances owing to more signifi-
cant separation in the Stark sublevels.40–42 On the other hand,
inducing distortion around the lanthanide ions leads to
brighter luminescence. This summarizes the hurdles faced in
optimizing all properties in one single material. One way to
overcome this challenge is using Janus nanoparticles43–46 or
by core@shell crystal growth engineering.47–49 Therefore, core–
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shell nanoparticles are poised to offer a solution to this
problem as one specific property can be confined in the core
while a different property can be targeted in the outer shells.
Multi-shell nanoparticles can confine various properties within
their layers; additionally, an inert shell can be introduced
between them to insulate the layers. As such, over the years,
many NaLnF4 multi-shell systems have been developed to target
various properties ranging from catalysis to biomedical appli-
cations. Nevertheless, all these core–shell particles have all been
synthesized with the cubic crystalline phase (α) and the hexag-
onal phase (β) owing to the control of the particle size or just
the photophysical properties.50–52 Controlled α and β phase
layers of core@multi-shell nanoparticles with specific opto-mag-
netic properties are yet to be reported and especially using the
high boiling point solvent precipitation methodology.

The opto-magnetic properties of the LnIII-doped NaLnF4
nanoparticles are affected by their micro-symmetry (i.e., coordi-
nation environment around the metal ions) within their crystal-
line lattice. It is well known that the hexagonal phase (β) is ideal
for obtaining brighter luminescence, while the cubic crystalline
phase is better suited for enhancing the magnetic properties.53

In the former, metal ions adopt a nine-coordination environ-
ment, while in the latter cubic phase, an eight-coordinate
environment can be seen. Thus, the crystal field generated
within the hexagonal phase does not have a centre of inversion
relaxing the Laporte rule and giving brighter emissions.54,55 In
its turn, the cubic phase is known to yield enhanced magnetic
anisotropy and subsequently yield superior magnetic perform-
ance.53 With this in mind, we have focused our attention on iso-
lating core–multi-shell NaLnF4 nanoparticles that are composed
of both phases to target and optimize magnetic and optical pro-
perties. Herein, we report the first example of a core–multi-shell
NaLnF4 system that is composed of an α-core with the enhanced
magnetic property, while the outer hexagonal phase (β) is opti-
mized with the luminescence property. Through the high
boiling point solvent methodology of creating hierarchical core–
multi-shell particles, with specific crystalline phases and physi-
cal properties, we pave a way for creating optimized multifunc-
tional nanomaterials as opto-magnetic probes for sensing and
biological imaging.

2. Experimental
2.1 Synthesis

For the synthesis of the α-core NaY0.85Dy0.15F4 nanoparticles,
1.5 mMol of rare earth trifluoroacetate ( YIII and DyIII trifluor-
oacetates in a molar ratio of 0.85 : 0.15) were combined with
30 mMol of 1-octadecene (Sigma Aldrich, 90%), 15 mMol of
oleic acid (Sigma Aldrich, 90%) and 15 mMol of oleylamine
(Sigma Aldrich, 70%) in a 3-neck-round bottom flask. The
mixture was heated at 100 °C and kept under vacuum and vig-
orously stirred until the complete dissolution of precursors.
After that, the atmosphere was replaced by an argon flow, and
the reaction was heated to 310 °C with a heating rate of 10 °C
min−1 and maintained at this temperature for 15 min. Three

different shells were grown around the α-core nanoparticles.
Each shell consists of two sequential additions of precursors.
The compositions of the outer shells are NaYF4,
NaGd0.80Er0.02Yb0.18F4 and NaGd0.75Nd0.25F4, respectively. For
the formation of the first α-NaYF4-shell, the temperature of the
previsously preprared dispersion containing α-core nano-
particles was decreased to 260 °C. In a second round bottom
flask, the shell precursors containing 0.5 mMol of Y(CF3COO)3
was dissolved together with 0.5 mMol of CF3COONa in
10 mMol of 1-octadecene and 10 mMol of oleic acid at 100 °C.
The α-NaYF4-shell precursors were kept under vacuum and
magnetically stirred until the complete dissolution of the pre-
cursors. Then, the atmosphere was replaced by argon flow,
and the solution was transferred into the α-core nanoparticle
dispersion using a peristaltic pump. The final
dispersion was kept at 260 °C for 20 min, giving rise to
α-NaY0.85Dy0.15F4@α-NaYF4 nanoparticles. Following the same
procedure, the precursors of the second and the third shells
were added to the system. However, to induce the hexagonal
phase, an excess amount of Na(CF3COO) was also added into
the reaction flask, and the reaction temperature was increased
to 350 °C for 5 min. After that, the temperature of the reaction
flask was maintained at 260 degrees for 45 min. In the end,
the suspension was allowed to cool down to room temperature,
followed by the addition of 20 mL of ethanol (Synth, 99.5%) to
precipitate the core@multi-shell nanoparticles. The nano-
particles were separated by centrifugation and washed
with ethanol, cyclohexane, water, and further ethanol.
The final core@multi-shell nanoparticles were named
α-NaY0.85Dy0.15F4@α-NaYF4@β-NaGd0.80Er0.02Yb0.18F4@β-NaG-
d0.75Nd0.25F4 (Fig. 1).

2.2 Characterization studies

The crystalline phases of the isolated materials were probed
via powder X-ray diffraction (P-XRD). The analyses were per-
formed on a Shimadzu XRD 7000 diffractometer, operating at
40 kV/30 mA using CuKα radiation (1.5417 Å). The scanning
speed was 2° min−1 in a 2θ range from 10 to 60°. The size dis-
tribution and morphology of the nanoparticles were analyzed
by TEM images, using a Libra 120 (Carl Zeiss) transmission
electron microscope equipped with an omega filter in-column,
operated at 120 kV and with LaB6 thermionic emission. The
EDS mapping of the core@multi-shell was performed using a
TEM-FEG (JEOL-2100) transmission electron microscope oper-

Fig. 1 Schematic illustration of the core@multi-shell nanoarchitecture.
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ated at 200 kV, located at the Brazilian Nanotechnology
National Laboratory (LNNano). The measurements were
obtained from the acquisition of high-angle annular dark-field
(HAADF)-STEM images. The sample was prepared from a cyclo-
hexane stock suspension for microscopy analysis. One drop of
the suspension was dispersed in 2 mL of ethanol, kept in an
ultrasonic bath for one hour, and left to decant for 10 minutes.
Then three drops of the ethanolic suspension were added suc-
cessively on a copper grid with carbon film (TedPella) and dried
naturally before measurements. The emission spectra of the
nanoparticles in powder form were obtained using a Fluorog-3
spectrofluorimeter (Horiba Jobin–Yvon FL3-22-iHR320). The
emission spectra were obtained using CW-lasers at 980 nm
(Crystalaser DL980-1WT0), 808 (Crystalaser DL808-1WT0) nm

and 1550 nm (Crystalaser DL91550-1WT0). The upconversion
emission spectra, obtained in the range of 500 to 750 nm, were
corrected according to the optical system and the sensitivity of
the photomultiplier (Hamamatsu R928P). The downshifting
NIR spectra were obtained using an iHR 320 imaging spectro-
meter. For the temperature-dependent luminescence experi-
ments, a Linkam system (THMS 600) coupled with a spectro-
fluorimeter was used. The magnetic field-dependent lumine-
scence spectra of the powder nanoparticles were obtained using
a homemade setup described in the ESI (Scheme 1†). The
powder sample is placed on an Attocube XYZ piezoelectric posi-
tioner allowing the laser beam to focus exactly on the sample.
The setup containing the sample is placed inside an Oxford
Superconducting magnet cryostat capable of reaching fields of

Fig. 2 (A) P-XRD data compared with references: α-NaYF4 (PDF no. 77-2042) and β-NaYF4 (PDF no. 16-334. (B) Bright field TEM image. (C) EDS
elemental mapping of the α-NaY0.85Dy0.15F4@α-NaYF4@β-NaGd0.80Er0.02Yb0.18F4@β-NaGd0.75Nd0.25F4 nanoparticle.
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up to 15 T and whose temperature can range from 2 to 250 K.
The applied magnetic field value and the temperature were
automatically controlled using a Labview program. The laser
beam was focused on the sample using an Olympus 50× objec-
tive lens positioned inside the magnet. The luminescence
signal was obtained using an Andor (Shamrock 500i) monochro-
mator and CCD system. The magnetic measurements were per-
formed using a Quantum Design SQUID magnetometer (SQUID
MPMS-XL7). Hysteresis measurements were carried out at 2, 4,
and 5 K with magnetic fields ranging from 0 to 7 T. Field cooled
(FC) measurements were performed between 2 and 300 K with
an applied field of 100 Oe.

3. Results

To investigate how the crystalline phases favour the optical
and magnetic properties, the core@multi-shell nanoparticles
composed of the lanthanide ions, DyIII, ErIII, YbIII, NdIII, and
GdIII, were carefully arranged in the core@multi-shell hierar-
chy. First, the core composed of a cubic crystalline phase of
NaY0.85Dy0.15F4 was coated with an optically and magnetically
inert shell of NaYF4, to minimize any deleterious effect of DyIII

on ErIII emissions, as proximity to DyIII ions tends to quench
the luminescence of ErIII emission. Subsequently, we added an
optically active NaGd0.80Er0.02Yb0.18F4 shell. Finally, a second
optically active NaGd0.75Nd0.25F4 shell was added, improving
the optical excitation versatility. The experimental conditions
were chemically and physically controlled to promote the for-
mation of the optically active hexagonal shells around the pre-
formed cubic core containing magnetic DyIII ions, leading to
the formation of a hierarchically structured core@multi-shell
opto-magnetic nanosystem. Fig. 2(A–C) correspond to the
P-XRD patterns, bright field TEM image, and EDS elemental
mapping data. The P-XRD patterns of the core@multi-shell
nanoparticles can be seen in Fig. 2A, where it is possible to
index the diffraction peaks to the cubic and hexagonal phases,

showing the formation of a mixture of cubic and hexagonal
phases. Although the NaYF4 and NaDyF4 matrices are more
stable in the hexagonal phase, they often initially crystallize in
the cubic phase.14 The transformation from the cubic to hexag-
onal phase has a high energy barrier, occurring at high temp-
eratures with an excess amount of sodium ions and longer
reaction times.15,56 The precursors of optically inert shell
(NaYF4) were added at 260 °C over the core with cubic phase.
During this synthesis step no sodium trifluoroacetate was
added. The optically active NaGd0.80Er0.02Yb0.18F4 shell was
obtained at 350 °C using an excess amount of sodium ions.
These synthesis parameters induced the formation of hexag-
onal shells. However, the reaction time must be carefully con-
trolled to avoid phase transformation of the magnetic cubic
core. The diffraction peaks attributed to the planes (111) and
(220) of the cubic phase are more intense, indicating a greater
abundance of this phase. The TEM images (Fig. 2B and
Fig. S1†) show the formation of spheroidal nanoparticles with
an average size of about 13 nm (Fig. S2†). The core@multi-
shell nanoparticles exhibit high crystallinity, confirmed by
TEM high-resolution images (Fig. S3†) and the HAADF image
(Fig. S4†) shows the formation of core@multi-shell nano-
particles, preferably. The core@multi-shell hierarchy was
investigated by the EDS (electron diffraction spectroscopy)
mapping of the main ions of the nanoparticles (Fig. 1C and
Fig. S5†). The EDS mapping and the ion distribution profile
along the nanoparticles show that the hierarchically structured
core@multi-shell NPs were obtained satisfactorily. The DyIII

ions are in the core surrounded by a shell containing YIII, and
the GdIII ion is present in the outmost shells. Likewise, the
mapping of doping ions also confirms the presence of the
YbIII and outmost NdIII ions. The EDS mapping not only con-
firms the formation of the core@multi-shell structure but also
proves that the arrangement of the ions and the proposed hier-
archy were achieved by the synthesis protocol. Fig. 3(A–C)
show the selected area electron diffraction (SAED) pattern,
bright field and reconstructed dark-field TEM images, respect-

Fig. 3 (A) SAED pattern with hexagonal and cubic simulation; (B) bright Field TEM image; (C) the corresponding dark field image of (A) recorded
using the points associated with the set of (100) hexagonal planes of the α-NaY0.85Dy0.15F4@α-NaYF4@β-NaGd0.80Er0.02Yb0.18F4@β-NaGd0.75Nd0.25F4
nanoparticles.
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ively. Fig. 3A shows the SAED pattern, with the simulation for
the hexagonal (green) and cubic (red) structure, respectively.
The set of (100) planes of the hexagonal phase (Fig. 3A) was

used to generate the contrast in the dark field image (Fig. 3C).
Comparing the bright field image (Fig. 3B) with the dark field
image (Fig. 3C) formed by the contrast generated by the set of
hexagonal planes, it is possible to notice that the (100) planes
of the hexagonal phase are preferably in the nanoparticle
shell, confirming the P-XRD results.

As a proof of concept, the upconversion emission spectra of
the NaGd0.80Er0.02Yb0.18F4 nanoparticles (composition of the
second shell) in both the cubic and hexagonal phases are com-
pared with the emission spectrum of the
α-NaY0.85Dy0.15F4@α-NaYF4@β-NaGd0.80Er0.02Yb0.18F4@β-NaG-
d0.75Nd0.25F4 core@multi-shell nanoparticles (Fig. 4). The cubic
phase of the α-NaGd0.80Er0.02Yb0.18F4 nanoparticles (Fig. 4A)
exhibits an emission profile favouring the band emission attrib-
uted to the 4F9/2 → 4I5/2 transition indicating a preferential
population of the 4F9/2 level at the expense of the depopulation
of the 4S3/2 level of Er

III ions. On the other hand, the hexagonal
phase of the β-NaGd0.80Er0.02Yb0.18F4 nanoparticles (Fig. 4B) has
a higher 4S3/2 → 4I15/2/

4F9/2 → 4I15/2 intensity ratio. Finally, the
α-NaY0.85Dy0.15F4@α-NaYF4@β-NaGd0.80Er0.02Yb0.18F4@β-NaG-
d0.75Nd0.25F4 nanoparticles (Fig. 4C) exhibit an emission profile
similar to the hexagonal phase of the NaGd0.80Er0.02Yb0.18F4
nanoparticles (Fig. 4B), with a higher 4S3/2 →

4I15/2/
4F9/2 →

4I15/2
intensity ratio. The luminescence results, together with the
X-ray diffraction and TEM microscopy data, indicate the for-

Fig. 4 Upconversion luminescence spectra of (A)
α-NaGd0.80Er0.02Yb0.18F4 core nanoparticles, (B)
β-NaGd0.80Er0.02Yb0.18F4 core nanoparticles, and (C)
α-NaY0.85Dy0.15F4@α-NaYF4@β-NaGd0.80Er0.02Yb0.18F4@β-NaGd0.75N-
d0.25F4 nanoparticles under laser excitation at 980 nm (6.50 mW cm−2).

Fig. 5 (A) Proposed energy transfer diagram, (B) upconversion luminescence spectra of core@multi-shell nanoparticles without the intermediate shell
NaYF4 (orange), core@multi-shell nanoparticles with one addition of the intermediate NaYF4 shell (blue) and with two additions of the intermediate NaYF4
shell (green) under laser excitation at 980 nm (6.50 mW cm−2), (C) upconversion luminescence spectra of α-NaY0.85Dy0.15F4@α-NaYF4@β-NaGd0.80
Er0.02Yb0.18F4@β-NaGd0.75Nd0.25F4 nanoparticles under laser excitation at 808 nm (17.56 mW cm−2), and (D) downshifting luminescence spectra of the
α-NaY0.85Dy0.15F4@α-NaYF4@β-NaGd0.80Er0.02Yb0.18F4@β-NaGd0.75Nd0.25F4 nanoparticles under laser excitation at 808 nm (3.58 mW cm−2).
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mation of core@multi-shell nanoparticles, where a
hexagonal optically active shell is enveloping the magnetic
cubic core.

The diagram of energy levels and the possible upconversion
mechanism involved in the process wherein the nanoparticles
are excited at 980 or 808 or 1550 nm is shown in Fig. 5A. The
upconversion mechanisms were investigated through the
power law, in which the power dependence of the emission
provides the number of photons absorbed for each photon
emitted. As can be seen (Fig. S6†), the upconversion mecha-
nisms involve the emission of approximately two photons for
each photon absorbed, for excitation at both 808 and 980 nm,
proving the existence of the mechanisms proposed in Fig. 5A.
As described, the optically active β-NaGd0.80Er0.02Yb0.18F4 shell
responsible for the photophysical properties must be phys-
ically separated from the DyIII doped core. The results indicate
that the addition of an inert optical shell of NaYF4 (Fig. 5B) to
separate the magnetic core from the optically active shell is a
viable alternative to minimize the deleterious effects of DyIII

on the ErIII upconversion emission. The emission spectra
(Fig. 5C and Fig. S7†) show the characteristic profile of the hex-
agonal phase for the upconversion emissions of ErIII (Fig. 4)

under excitation at two different wavelengths, 808 nm and
1550 nm, respectively. The core@multi-shell nanoparticles can
also emit in the NIR region through a downshifting mecha-
nism. If the excitation occurs at 808 nm (NdIII), the emission
bands of YbIII, ErIII, and NdIII are observed (Fig. 5D). The
bands attributed to NdIII and ErIII ions are also observed in the
range from 1000 to 1700 nm when the excitation occurs at
980 nm (YbIII – 2F5/2 →

2F7/2; Fig. S8†), indicating that there is
an energy transfer between NdIII and YbIII ions. However,
when the sample is excited at 980 nm, the ErIII emission band
at 1550 nm is more intense than the NdIII emissions at
1050 nm and 1300 nm, indicating that YbIII prefers to transfer
its excitation energy to ErIII ions. The excitation wavelengths
affect the profile and intensity of the emission bands of upcon-
version or downshifting processes. Through the choice of
doping ions, their distribution in the nanoparticles, and
control over the crystalline phase, an extremely versatile system
concerning excitation wavelengths and emission wavelengths
was obtained. Therefore, this nanomaterial may be excited at
808, 980, or 1550 nm emitting in the visible or NIR ranges. A
system with these characteristics has potential application in
bioimaging and can be excited in two different biological

Fig. 6 Luminescence spectra as a function of temperature. (A) Upconversion emission under laser excitation at 980 nm (12.4 W cm−2). (B)
Downshifting emission under laser excitation at 808 nm (1.64 W cm−2). (C) LIR and relative thermal sensitivity corresponding to (B) for the 2H11/2 →
4I15/2/

4S3/2 →
4I11/2 ratio between 77 and 477 K. (D) LIR and relative thermal sensitivity corresponding to upconversion emission under laser excitation

at 808 nm (11.81 W cm−2) for the 2H11/2 →
4I15/2/

4S3/2 →
4I11/2 ratio between 77 and 477 K. (E) LIR and relative thermal sensitivity corresponding to (B)

for the 4I13/2 → 4I15/2/
4F3/2 → 4I11/2 ratio between 300 and 633 K of the α-NaY0.85Dy0.15F4@NaYF4@β-NaGd0.80Er0.02Yb0.18F4@NaGd0.75Nd0.25F4

nanoparticles.
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windows, where the penetrability of light in the tissues is
maximum (low absorption) with reasonable light scattering.57

Emissions in the NIR range, especially the bands at 1300 and
1550 nm, also comprise two optical transmission windows,58

making nanoparticles with this configuration applicable in
different areas of science such as telecommunications and
memory devices.59

Temperature variations can promote changes in the emission
spectrum intensity (Fig. 6A and B), which can be used in the con-
struction of luminescent temperature probes. As the temperature
varies, the intensity of the upconversion emission band (980 nm
at 12.42 mW cm−2, Fig. 6A), attributed to the transition 2H11/2 →
4I15/2 (Er

III) remains practically constant until close to 200 K, and
it subtly decreases at higher temperatures. The intensity of the
emission band at 540 nm, attributed to the 4S3/2 → 4I15/2 tran-
sition, decreases as the temperature increases. The
construction of the nanothermometer, in this case, can be based
on the intensity ratio between the emission bands at 528 and
540 nm.

The 2H11/2 and 4S3/2 levels are thermally coupled, and at
lower temperatures, these levels remain discrete, and there is
no population at the highest energy 2H11/2 level. A slight
increase in temperature promotes electrons from the 4S3/2 level
to the 2H11/2 level. From approximately 200 K, thermal
vibrations are more important than the thermal coupling, and
both 2H11/2 and 4S3/2 levels have non-radiative decays compet-
ing with radiative ones. In this way, the emission intensities of
both bands, centered at 528 nm and 540 nm, decrease with
the gradual increase in temperature. Thus, the 2H11/2 → 4I15/2
and 4S3/2 → 4I15/2 transitions were taken to propose a ratio-
metric temperature optical probe based on upconversion emis-
sions. While the operating range of a ratiometric thermometer
is determined by the linear region of the ratio between intensi-
ties (LIR), the rate of change of the LIR as a function of temp-
erature provides the sensitivity (Fig. 6C) of the thermometer

S ¼ 1
LIR

dLIR
dT

� �
.60 The probe operating range is between 77

and 427 K, where the LIR ratio (2H11/2 → 4I15/2/
4S3/2 → 4I15/2)

increases. After 427 K, the LIR is constant, indicating that the
system no longer responds as an optical temperature probe. The
core@multi-shell nanoparticles have a maximum thermal sensi-
tivity of 0.93% K−1 at 77 K. The system also responds to temp-
erature variations under 808 nm excitation (Fig. 6D), with a
maximum relative thermal sensitivity of 0.36% K−1 at 200 K.
Emissions in the NIR range (exc. 808 nm – 1.64 W cm−2,
Fig. 6B) show the suppression of NdIII emissions at 1050 nm
(4F3/2 → 4I11/2) as the temperature increases. In contrast, the
1550 nm emission band of ErIII, attributed to the 4I13/2 →

4I15/2
transition, increases exponentially as a function of temperature.
This abrupt increase of the ErIII emission intensity is due to the
thermal population of the 4I13/2 excited level. The graphs con-
taining Luminescence Intensity Ratio (LIR) and the relative sen-
sitivities are shown in Fig. 6E. The intensity ratio increases in
the range from 423 to 633 K, showing the potential application
of this material as an optical sensor for high temperatures with
a maximum thermal sensitivity of 1.86% K−1 at 633 K.

Besides temperature variation, another way to modulate the
luminescence of the samples containing LnIII ions is the appli-
cation of an external magnetic field. The magnetization curve
as a function of the applied magnetic field (Fig. 7A) from 0 to
70 000 Oe at 1.9 K shows a steep increase in the magnetization
values below 15 000 Oe. Above this field, the curve starts to
saturate without reaching complete saturation. Such a feature
is indicative of the presence of low-lying excited states that can
be easily populated even at 1.9 K and at 70 000 Oe. Therefore,
up to 70 000 Oe, the core@multi-shell NPs have not yet fully
reached magnetic saturation.

To further probe the intrinsic magnetic behaviour of the
central core, hysteresis measurements were performed on the
α-NaY0.85Dy0.15F4 particles (Fig. S9†). These measurements
indicate that no coercivity nor remanence was observed. This
was further confirmed by the Zero-Field Cooled/Field Cooled
(ZFC/FC) measurements (Fig. S9b†) where no bifurcation of
the curves indicative of magnetic blocking was observed. Such
an absence of magnet-like behaviour precludes the use of the
superparamagnetic particle definition. Such behaviour was not
surprising, as previously demonstrated for similar NaLnF4
paricles.30,54

The application of an external magnetic field can influence
both the shape and the intensity of the emission spectrum.
The ErIII ion, chosen as an optical activator in this work, is a

Fig. 7 (A) Magnetization vs. field measurement at 1.9 K; (B) magnetiza-
tion (M) as a function of temperature with an applied field of 100 Oe.
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Kramer ion, and, consequently, the crystal field is only capable
of unfolding the states of semi-complete J, such as 4S3/2, in J +
1
2 sub-levels. The total breakdown of the 4S3/2 level’s degeneracy
in 2J + 1 sub-levels (mj) can only be achieved by applying an
external magnetic field through the Zeeman effect. The
Zeeman effect can be seen in the upconversion spectra attribu-

ted to the 4S3/2 →
4I15/2 transition of ErIII obtained for different

values of an external magnetic field. The upconversion emis-
sion spectra (Fig. 8A) were obtained at 15 K under excitation at
980 nm. One may observe a broadening of the emission lines
with the increase of the magnetic field. As of an applied mag-
netic field of 7.0 T, it is possible to notice the separation of the

Fig. 8 (A) Upconversion luminescence spectra from the 4S3/2 → 4I15/2 transition at 15 K in different magnetic fields. (B) Separation of the mj com-
ponents as a function of the applied magnetic field. (C) Upconversion luminescence spectra from the 4S3/2 → 4I15/2 transition at 150 K in different
magnetic fields. (D) Energy variation of the emission line splitting seen in the upconversion spectra (A). (E) Schematic energy level diagram of the ErIII

highlighting the Zeeman splitting with the applied magnetic field.
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emission lines, in the region between 540 and 542 nm
(Fig. 8B). The magnitude of the Zeeman division is given by
the variation in the energy of the splitting of the emission
lines and its magnitude is calculated by the equation below:

ΔE ¼ �μBgLmjB

where µB is the Bohr magneton, gL is the Landé factor, B is the
intensity of the applied magnetic field and mj is the projection
of the total angular momentum J = L + S in the direction of the
magnetic field. We can see that ΔE increases with the increase
of the magnetic field (Fig. 8D), which indicates a factor of pro-
portionality between the external magnetic field and the separ-
ation of the mj components. The magnetic field can also affect
the emission intensities. However, the action of the magnetic
field may depend on temperature variations. The emission
intensities increase as a function of the applied magnetic field
measured at 15 K (Fig. 8A).

Paramagnetic ions may feel the magnetic field and be phys-
ically displaced from their original position distorting the sym-
metry around them, and increasing the probability of elec-
tronic transitions by relaxing the Laport rule.61 Another factor
that can affect the emission intensities is the confinement of
evanescent fields suggested by Liu et al.62 in the first shell
composed of NaYF4. The difference between the refractive
index of the NaYF4 shell and the shell containing the emitting
ions at low temperature under an applied magnetic field can
give rise to a quantum optical well capable of confining eva-
nescent fields that are released with the increase of the mag-
netic field. Therefore, the emission intensities increase as a
function of the external field.

The upconversion spectra obtained at 150 K, however, show
a decrease in the emission intensities with the increase of the
external magnetic field (Fig. 8C). For the 4S3/2 level of ErIII

ions, the magnetic field divides the two Kramer doublets of |
±1/2〉 and |±3/2〉 into four Zeeman levels, |+1/2〉, |−1/2〉, |+3/2〉
and |−3/2〉 (Fig. 8E). This energy separation may reduce the
energy gap between the ground state and the emitting states of
ErIII ions and may favour cross-relaxation or multiphonon-
assisted relaxation processes, promoting the observed emis-
sion quenching. An inversion of the emission bands’
maximum intensities at 539, 541, and 543 nm is evident due
to the increase of the applied magnetic field. This indicates
that the thermal fluctuations associated with the increase in
the energy gap, promoted by the external field, selectively
populate different Zeeman levels. The hierarchical material
obtained may find applications such as a remote luminescent
magnetic field sensor, based on the changes in the emission
bands and the separation of Zeeman levels. The emission
intensities respond to the magnetic field in different ways for
different temperatures. The nanoparticles may configure a
simultaneous and self-calibrated magnetic field and tempera-
ture probe, where the first parameter can be used to calibrate
the second one. However, more detailed measurements at
different temperatures must be made to prove this hypothesis.

4. Conclusions

The synthesis strategy was efficient in obtaining spheroidal
nanoparticles with an average size of approximately 13 nm of
heterogeneous crystalline phases, formed from a cubic phase
core and hexagonal phase shells, confirmed by XRD, TEM, and
luminescence measurements. The hierarchy was obtained sat-
isfactorily and can be confirmed by EDS mapping and HAADF
images, optimizing and arranging the optical or magnetic pro-
perties of interest in different regions of the nanoparticle.
Optically active shells, in the hexagonal phase, can emit in the
visible region and the NIR range after excitation at 980, 808,
and 1550 nm, covering two different biological windows. The
nanoparticle emissions are affected by temperature, where the
ErIII emissions at 528 and 540 nm can be taken to propose a
temperature probe based on upconversion emissions in the
temperature range of 77 to 427 K. Emissions in the NIR cover
higher temperatures ranging from 427 to 633 K. The lumine-
scence of the core@multi-shell nanoparticles can also be
modulated by the application of an external magnetic field,
where at 15 K, the increase in the intensity of the magnetic
field improves the emission intensities and promotes the
unfolding of Zeeman’s doublets, for the 4S3/2 transition of the
ErIII ion. However, at 150 K, the increase of the magnetic field
decreases the intensities of the upconversion emission. The
magneto-optical properties of the nanoparticles reveal their
versatile nature and their applicability as magnetic field and
optical temperature probes in which the parameters, tempera-
ture and field, can be measured simultaneously.
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