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Designing robust catalysts for high-temperature applications has always been a critical task for chemical

industries. As an example, the non-oxidative dehydrogenation of alkanes is an important chemical

process that requires thermally stable metal catalysts with high resistance to metal sintering. The main

obstacle is to maintain the high dispersion of the active metal centres under reaction and regeneration

conditions. In an attempt to overcome this issue, here we use all-silica zeolite as a support to make

nanometric and single-site metal catalysts with enhanced stability for the non-oxidative

dehydrogenation of ethane. Preliminary screening of different metal catalysts suggests that Co has the

highest intrinsic activity while Cr and V are highly stable against sintering and display a moderate activity.

The high stability of Cr and V could be attributed to their high Gibbs energy of reduction under reaction

conditions. Operando X-ray absorption spectroscopy revealed that Cr based catalysts remain as single-

site monomeric species during the reaction, making it possible to increase the loading and therefore

productivity. In the case of Co, we established the optimum parameters to achieve the highest activity by

evaluating the effects of support, metal loading, promoter, and synthesis process.
1 Introduction

Light olens, such as ethylene, propylene, and butenes, are
important building blocks for the chemical industry.1 Among
them, ethylene is the most widely used building block material,
which is used for the production of polymers and other chem-
icals.1–3 Based on the current consumption of ethylene, its
global demand is expected to reach �260 million tons in 2023
and �290 million tons by 2030.4 The conventional route for
industrial ethylene production is the steam cracking of ethane
and naphtha, which is energy-intensive due to its high oper-
ating temperature and causes severe CO2 emissions.5,6 There-
fore, it is worth nding alternative economical and
environmentally friendly routes. Increased production of shale
gas associated with the reduction of light alkane prices recently
encouraged the production of ethylene via the direct dehydro-
genation of ethane.7–9 The catalytic dehydrogenation process is
a viable alternative to the steam cracking process, which can be
carried out at lower temperatures with better ethylene
selectivity.
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f Chemistry 2022
Oxidative dehydrogenation is a fascinating route to produce
ethylene because the process gives higher ethane conversion
and consumes less energy due to the presence of oxidants such
as O2, CO2, or N2O.10–12 However, the main obstacle of this
process is the over-oxidation of ethane. The non-oxidative
process, on the other hand, is more energy demanding, but
can achieve better ethylene selectivity. However, high temper-
ature cycling operation under oxidative (during regeneration)
and reductive (during reaction) environments, oen causes
sintering of the active metals to form metal ensembles that
induce deep dehydrogenation, including hydrogenolysis and
coking.1 For example, small Pt clusters and even single Pt atoms
are highly active in ethane dehydrogenation, but large Pt clus-
ters result in coke deposition due to the strong adsorption of
ethylene on the surface of the metal.13 A well-known strategy to
address this issue is the use of promoters. For example, Sn is the
best-known promoter for Pt-based catalysts, where Sn forms an
alloy with Pt to increase the dispersion and minimize the
hydrogenolysis and coking by suppressing the further dissoci-
ation of ethylene due to its fast desorption from the Pt–Sn
surface.14–16 Other metal promoters, such as Zn,17,18 Ga,19 In,20,21

Mn,22 and Cu,23 as well as nonmetal promoters, such as B,24 P,25

and S,26 were also reported by many investigators to avoid metal
sintering and coke formation.

Another strategy to stabilize the nanosized metal species is
trapping them inside a conned space of the support. In this
regard, zeolites are an excellent choice of support due to their
J. Mater. Chem. A, 2022, 10, 9445–9456 | 9445
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high surface area, well-dened pore structure, and high thermal
stability. Several studies have shown that zeolites can encap-
sulate metal nanoparticles (NPs) inside their micropores to
stabilize them against thermal sintering.27–34 However, the
Brønsted acidity of Al centres sometimes shows a negative effect
in dehydrogenation reactions, resulting in low alkene selectivity
due to cracking reactions.35 Alkali metal promoters (such as Na,
K, Cs, etc.) are oen used to neutralize the extra acidity of
zeolites, but sometimes the added metals can poison the cata-
lysts by altering the Lewis acidity and coordination properties of
the active metals.1 As a solution, pure or high silica zeolites and
other fully siliceous nano-structured solids have been found
suitable for this application due to their low acidity. For
example, Sayari et al. introduced the use of pure silica-based
MCM-41 supported CrOx catalysts in ethane dehydrogena-
tion.36,37 The catalyst prepared by the one-pot sol–gel method
effectively encapsulated the metal species, which resulted in
better activity and stability as compared to the catalyst prepared
by wet impregnation method. However, the catalyst still
suffered from stability in the long-term activity measurement.
The main reason could be the presence of bigger pore size and
one-dimensional channel of MCM-41 that were not suitable to
hold the small CrOx species against sintering at high tempera-
tures. Recent pioneering work by Corma et al. revealed that the
purely siliceous MFI type zeolite has a highly suitable pore size
and pore structure to stabilize nanosized bimetallic Pt–Sn
species against thermal sintering.38 However, the addition of Sn
and K was essential to retain the activity and dispersion of Pt for
long-run propane dehydrogenation even at 600 �C.

In the present work, we make a thorough study on the
activity and stability of different transition metals supported on
all-silica MFI zeolite for the non-oxidative ethane dehydroge-
nation (EDHR). Our initial approach is to screen different
monometallic catalysts to nd the best candidate. In our further
studies, we continue to investigate the effects of support,
synthesis method, metal loading, promoter, and reaction
conditions on the catalytic performances. We also perform
operando X-ray absorption spectroscopic studies to nd out the
active species and unveil the deactivation mechanism.
2 Experimental
2.1 Catalyst characterization

Nitrogen adsorption and desorption isotherms were measured
using a Micromeritics ASAP 2040 instrument at 77 K. Before
measurement, the samples were degassed under vacuum at
350 �C for 3 h. The BET method was used to calculate the
surface area.

Powder X-ray diffraction analysis was performed using
Bruker D8 Avance equipment with an operating voltage of 40 kV
and Cu Ka radiation. The spectra were recorded in the 2q range
of 5–50� with a step size of 0.018� and 1.5 seconds per step.

Metal contents in the catalysts were measured by using ICP-
OES on an Agilent 5100 system. For each analysis, 40 mg of
sample was digested using a mixture of 6 mL aqua regia and
1 mL hydrouoric acid at 373 K for 2 h.
9446 | J. Mater. Chem. A, 2022, 10, 9445–9456
Carbon contents (due to coke formation) in the deactivated
catalysts were determined by CHNS elemental analysis on
a Thermo Scientic FlashEA 1112 elemental analyser.

The temperature-programmed reduction (TPR) experiments
were performed using a Micromeritics Autochem 2920 instru-
ment. For each measurement, 100–120 mg of sample was rst
heated at 400 �C for 3 h under argon ow to remove the trace
amount of water and then cooled down to 60 �C. TPR spectra
were recorded by increasing the temperature of the sample to
950 �C at a heating rate of 10 �C min�1 under the gas ow of
10% H2/Ar (ow rate 50 mL min�1).

Transmission electron microscopy (TEM) of the samples was
performed on an FEI Titan ST and Themis-Z microscopes by
operating it at the accelerating voltage of 300 kV and with
a beam current of 0.5 nA. Samples were prepared by sonicating
in ethanol and dropping the suspension of the solid samples
directly onto carbon-coated copper grids. Dark eld imaging
was performed by scanning TEM (STEM) coupled to a high-
angle annular dark-eld (HAADF) detector. The STEM-HAADF
data were acquired with a convergence angle of 29.9 mrad
and a HAADF inner angle of 30 mrad.
2.2 Method for X-ray absorption spectroscopy (XAS) analysis

2.2.1 Data collection. Conventional XANES and EXAFS
spectra were recorded at the Co K-edge (7709 eV) on the SAMBA
beamline (Spectroscopy Applied to Material Based on Absorp-
tion) at the French National Synchrotron Facility (SOLEIL), in
Paris, France. The details of the beamline and its optical devices
were described by Belin et al.39 The beamline is equipped with
a sagittally focusing Si(220) monochromator. The presence of
two Pd-coatedmirrors ensured the rejection of the harmonics to
better than 0.1%, i.e., the intensity of the harmonics was less
than 0.1% of the intensity of the fundamental X-rays. The
incident (I0) and transmitted (I1) intensities were measured by
ionization chambers. The uorescence photons were measured
by a Canberra™ 35 elements Ge-solid state detector. The energy
was calibrated by measuring the spectrum of a reference
metallic foil (rst maximum of the derivative set at 7709 eV).

Characterization of catalysts under real high-temperature
reaction conditions was performed using a high-temperature
reaction cell developed at the Néel Institute in Grenoble.40 Co
K-edge XAS spectra were recorded under He at room tempera-
ture in order to characterize the initial state of the catalyst.
Then, the cell was heated up to 650 �C at 5 �Cmin�1 under H2 as
a pretreatment gas. During the heat treatment, XANES spectra
were recorded continuously to observe the change of the metal
oxidation state, and EXAFS spectra were recorded at the end.
Aer the treatment under 30%H2 in He, the reaction mixture of
20% C2H6 in He (10 mL min�1) was own while XANES spectra
were continuously recorded. The reaction was stopped aer
�10 h and the last 6 EXAFS spectra were merged to establish the
nal state of the catalysts.

2.2.2 Data analysis. XAS data were analysed using the
HORAE package, a graphical interface to the AUTOBK and
IFEFFIT code.41 The XANES and EXAFS spectra were obtained
aer performing respective standard procedures for pre-edge
This journal is © The Royal Society of Chemistry 2022
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subtraction, normalization, polynomial removal, and wave
vector conversion. The extracted EXAFS signals were Fourier
transformed using a Hanning apodization window (dk¼ 1). The
Co amplitude reduction factor (S0

2) value was determined from
the EXAFS spectrum recorded for Co foil, the unit cell being
hexagonal (P3/mmc). A k-range of [2.84; 14] Å�1 and R-range of
[1.52; 4.97] Å were selected and tted using single scatterings
(Fig. S17 and Table S4†). S0

2 was determined to be 0.76 � 0.03.
The ts of the EXAFS spectra for the catalysts were limited to
a rst shell analysis. First shell analysis for catalysts was per-
formed using a cubic unit cell since the Co transition from the
hcp to fcc phase occurs above 450 �C.42–44
2.3 Syntheses of catalysts

2.3.1 One-pot synthesis of encapsulated metal MFI zeolite
(M@MFI) catalysts. Different metal (V, Cr, Fe, Co, Ni, Ga, Mo,
and Pt) NPs were encapsulated in purely siliceous MFI zeolite
according to the method reported in the literature.38 In the
synthesis, 8.12 g of tetrapropylammonium hydroxide (TPAOH,
40 wt%, from Alfa-Aesar) and 20 g of distilled water were mixed
at room temperature. In the case of potassium (K)-containing
sample, 16.24 g of TPAOH (1 M, 0.6 wt% K, from Sigma-
Aldrich) and 12 g of distilled water were mixed. To this
mixture, 8.24 g of tetraethyl orthosilicate (TEOS) was added and
stirred at room temperature for 6 h to hydrolyse the TEOS
completely. The required amount of metal salt (usually nitrate
precursor) was dissolved in 1 mL water and 300 ml of ethyl-
enediamine was added to it in order to make a metal–ethyl-
enediamine complex. This solution was added dropwise to the
previously hydrolysed TEOS solution with continuous stirring
for 5 min. The resultant solution was then transferred to
a Teon-lined autoclave and kept in an oven at 175 �C for 96 h
under static conditions. The solid product obtained in the
hydrothermal process was isolated by centrifugation and
washed with distilled water and acetone. The product was rst
dried at 70 �C for overnight, and then calcined in the air at
560 �C for 8 h and then at 600 �C for 2 h with a heating rate of
1 �Cmin�1. Catalyst synthesized by this method was denoted as
xM@MFI, where ‘x’ represents the metal content (wt%).

2.3.2 Synthesis of M/MFI catalysts by wet impregnation
method. First, purely siliceous MFI zeolite was synthesized
according to the described method above without using the
metal precursors. Required amounts of metal precursors
(usually nitrate salts) were introduced into the MFI support by
the wet impregnation technique. The samples were nally dried
at 110 �C for overnight and then calcined at 600 �C for 2 h with
a heating rate of 2 �C min�1. Catalyst synthesized by this
method was denoted as xM/MFI, where ‘x’ represents the metal
content (wt%).

2.3.3 Synthesis of Co/SBA-15 catalyst by wet impregnation
method. First, the mesoporous silica support SBA-15 was
synthesized according to the following literature.45 The required
amount of cobalt nitrate was introduced into the prepared SBA-
15 by the wet impregnation technique. The sample was dried at
110 �C for overnight and then calcined at 600 �C for 2 h with
a heating rate of 2 �C min�1.
This journal is © The Royal Society of Chemistry 2022
2.3.4 Synthesis of Co/SiO2 catalyst by wet impregnation
method. The required amount of cobalt nitrate was introduced
into the commercial SiO2 support (aerosil, surface area�380m2

g�1) by the wet impregnation technique. The sample was dried
at 110 �C for overnight and then calcined at 600 �C for 2 h with
a heating rate of 2 �C min�1.

2.4 Catalytic tests

All the catalytic tests at the atmospheric pressure were con-
ducted in a quartz xed-bed tubular reactor with an inner
diameter of 5 mm and a length of 35 cm. 100 mg of the sieved
catalyst with a size distribution of 150–250 mmwas loaded in the
middle of the reactor by using quartz wool. The catalyst was rst
activated at 650 �C for 30 min under the gas ow of 10% H2/He
(ow rate 25 mL min�1), and then the gas was switched to the
reactant gas, 20% C2H6/N2, at a total ow of 10 mL min�1. The
gas hourly space velocity (GHSV) of ethane was 1200 mL g�1 h�1

in this case. The hydrocarbon mixture and N2 from the outlet
were analysed with an online gas chromatograph equipped with
a ame ionization detector (FID) and a thermal conductivity
detector (TCD). The deactivated catalyst was regenerated by
calcination in air at 600 �C for 1 h at a heating rate of
3 �C min�1.

The catalytic tests at higher pressure were conducted in a 16
channel Flowrence reactor from Avantium. The mixed feed gas
ow was distributed over 16 channels with a relative standard
deviation of 2%. The quartz-made reactor tubes have an outside
diameter of 3 mm, an inside diameter of 2 mm, and a length of
300 mm. The reactors were rst lled with silicon carbide (SiC)
particles to make sure that the catalyst bed is in the isothermal
zone of the furnace. 50 mg of the sieved catalyst (150–250 mm in
size) was then loaded on top of the SiC bed. Prior to feeding the
reactant gas mixture of 20% C2H6/N2 (5 mL min�1), catalysts
were reduced by 10% H2/He (5 mL min�1) for 30 min at 650 �C.
The reactor tubes were pressurized to 7.5 bar using
a membrane-based pressure controller working with N2

pressure.
Ethane conversion, ethylene selectivity, carbon balance,

ethylene yield, and specic activity of the catalyst (per metal
atom basis) are dened by the following equations. For the
calculation, N2 was used as an internal standard to measure the
change in volume of inlet/outlet gases. We provide the carbon
balance value for each reaction, which reects the amount of
coke deposited on the catalyst. We include propane in the
equations because we observed a small amount of propane as
a product in the high-pressure reaction.

Xethane ¼ n
�

ethaneðinÞ � n
�

ethaneðoutÞ

n
�

ethaneðinÞ
� 100% (1)

Sethylene ¼ n
�

ethyleneðoutÞ

n
�

ethaneðinÞ � n
�

ethaneðoutÞ
� 100% (2)

Yethylene ¼ Xethane � Sethylene

100
% (3)
J. Mater. Chem. A, 2022, 10, 9445–9456 | 9447
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C balance ¼ 2n
�

ethaneðoutÞ þ 2n
�

ethyleneðoutÞ þ n
�

methaneðoutÞ þ 3n
�

propaneðoutÞ

2n
�

ethaneðinÞ

� 100%

(4)

Specific activity
�
molC2H4

molCo
�1 s�1

� ¼
F
�

ethane � Yethylene

22400
Wcat �WM

AM

(5)

Here _nx represents the molar ow of component ‘x’, _Fethane
represents the ethane ow (mL) per second in the reaction,Wcat

represents the weight of the catalyst (g), WM represents the
actual metal content (g) in 1 g of catalyst, AM represents the
atomic weight of metal ‘M’ (g mol�1).
3 Results and discussion
3.1 Characterization and catalytic performance

As observed from the XRD results (Fig. S2†), all catalysts display
an MFI structure. We started our study with a preliminary
screening of different active metals to identify trends in catalytic
performance. For this purpose, we chose those transition
metals that are reported to be active for alkane dehydrogenation
in earlier literature.1,9 Using the reported synthesis method,38

we tried to encapsulate V, Cr, Fe, Co, Ni, Ga, Mo, and Pt inside
the MFI zeolite. However, we observed that the bottom-up
approach for the one-step synthesis of M@MFI was not effec-
tive for all metals. We could successfully encapsulate Cr, Co,
and Pt with desired metal loading, while the other metals (in
complex form) remainedmostly in the mother liquor during the
crystallization of the zeolite. The bottom-up approach was very
successful for Co and Pt, with nearly quantitative encapsulation
up to 2.5 wt% loadings. However the Cr content was smaller
Fig. 1 EDH activities of different metal catalysts. Reaction conditions: 10
mL min�1, 1 bar, 650 �C.

9448 | J. Mater. Chem. A, 2022, 10, 9445–9456
than the theoretical loading. In the case of other metals, we
applied a simple wet impregnation technique to prepare the M/
MFI catalysts. To make a fair comparison of catalytic perfor-
mance and stability, we loaded all the metals at a xed M/Si
atomic ratio of 0.5 (Table S1†).

Catalytic EDHR was studied in a PID reactor at 650 �C and
atmospheric pressure with a GHSV of 1200 mL gcat

�1 h�1.
Catalytic activities are summarized in Fig. 1 and Table 1. The
Co@MFI catalyst exhibited the highest initial activity with >25%
C2H6 conversion and >99% C2H4 selectivity and remained active
for over 60 h. We observed the formation of some small NPs (�5
nm) of Co at the end of the reaction (Fig. 2d). Cr@MFI and V/
MFI also showed good C2H6 conversion and higher stability,
with V based catalysts showing a lower C2H4 selectivity. The
high stability of these catalysts could be attributed to the low
coke formation and resistance to metal sintering. We could not
nd large NPs through intensive TEM analysis, which indicates
that the spent catalysts maintained high dispersion of V and Cr
(Fig. 2a and b). Among the other catalysts, Mo/MFI showed an
acceptable initial activity but it dropped sharply. Although we
did not observe any particle growth of Mo (Fig. 2g), coke
formation was signicant in this case, which could be the
reason for deactivation. Fe, Ni, and Pt exhibited and the
formation of large metal particles under reaction conditions
could be observed.

The differences in stability among the different catalysts can
be explained when taking into consideration the Gibbs energy
(DGr) values for the reduction of the metal oxides to their cor-
responding metals at the reaction temperature (Table S2†). For
the calculation of Gibbs energy, we considered the reduction of
stable metal oxides with the lowest oxidation state. A negative
DGr indicates that the reduction of a metal oxide to its corre-
sponding metal is spontaneous, which was observed in the
cases of Co, Ni, and Pt, resulting in the formation of NPs (Fig. 2).
We also observed Fe NPs due to the low positive value of DGr for
FeO/ Fe. In the case of other metals (V, Cr, Ga, andMo), DGr is
0 mg catalyst, pretreatment by 10% H2/N2 for 30 min, 20% C2H6/N2, 10

This journal is © The Royal Society of Chemistry 2022
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Table 1 Comparison of activity and stability of different metal catalystsa

Catalystb

C2H6 conversion & C2H4

selectivity (%)
Specic activityc

(molC2H4
molCo

�1 s�1) C balanced (%) Deactivatione (%)
Coke amount
(g gcat

�1)
Size of metal
NPS aer EDH (nm)At 1 h At 40 h

V/MFI 15.0 98.7 14.5 98.9 2.88 96.3 3.3 0.009 —
Cr@MFI 17.9 99.4 16.2 99.6 3.28 97.7 11.0 0.003 —
Fe/MFI 4.9 99.4 4.2 99.4 0.89 98.1 16.0 0.023 17
Co@MFI 25.7 99.6 22.3 99.4 4.67 96.4 15.5 0.039 7
Ni/MFI 7.3 99.4 4.6 98.5 1.23 98.1 40.3 0.120 25
Ga/MFI 4.5 99.2 4.2 99.2 0.83 99.4 12.5 0.006 —
Mo/MFI 12.3 96.1 6.8 97.9 2.20 98.6 58.5 0.068 —
Pt@MFI 6.3 99.4 5.7 99.4 1.22 99.3 10.9 0.007 20

a Reaction conditions: 100 mg catalyst, pretreatment by 10% H2/N2 for 30 min, 20% C2H6/N2 as the feed gas, 10 mL min�1, 1 bar, 650 �C. b M/Si
atomic ratio in all catalysts was �0.5. c Calculated at 1 h. d Calculated at 40 h. e Calculated at 40 h with respect to the highest C2H6 conversion.

Fig. 2 TEM images of catalysts after EDH at 1 bar: (a) V/MFI, (b) Cr@MFI, (c) Fe/MFI, (d) Co@MFI, (e) Ni/MFI, (f) Ga/MFI, (g) Mo/MFI, (h) Pt@MFI.
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positive to highly positive, and thus we did not observe any
particle formation.

Based on the comparative studies of different metals, Co
showed the highest intrinsic activity and therefore we system-
atically studied the effects of Co loading, support, synthesis
method, base promoter, and pressure on the activity and
stability of the catalysts. We prepared Co@MFI catalysts at three
different Co loadings. N2 physisorption analysis indicates
a characteristic type I adsorption isotherms for all samples with
a steep increase at relative pressures between 10�6 and 0.01,
which is due to the lling of micropores (Fig. 3a).46 The parent
MFI sample showed high microporosity, which was gradually
reduced upon increasing the loading of Co up to 1.3 wt% (Table
2), suggesting that the CoOx species possibly occupied the
micropores. Further increase of Co loading to 2.5 wt% did not
change the micropore area or micropore volume proportionally,
which also suggests that the MFI zeolite has a certain limit to
encapsulate metal species inside the pores. The result was
supported by the TEM analysis (Fig. S3†), where we observe
some tiny NPs (<3 nm) in the case of 2.5Co@MFI. In the H2-TPR
This journal is © The Royal Society of Chemistry 2022
analysis, we observed two main reduction peaks, a broad peak
at a temperature range of 300–500 �C and another at a temper-
ature range of 600–700 �C with a shoulder at 730 �C (Fig. 4). The
rst peak (300–500 �C) corresponds to the sequential reduction
of surface Co3O4 species to metallic Co via CoO.47 The second
peak between 600 and 700 �C corresponds to the reduction of
Co2+ ions in the pores of MFI zeolite and the shoulder peak
could be due to the reduction of Co–SiO2 mixed oxide.48,49 On
the other hand, the reduction behaviour of CoOx species in the
samples 0.5Co@MFI and 1.3Co@MFI were quite similar. No
peak below 600 �C was observed, which indicates the absence of
surface Co3O4, meaning that the CoOx species were successfully
encapsulated by the MFI zeolite at lower loading. As can be seen
from temperature-programmed desorption (TPD) analysis with
NH3 (Fig. S4†), the MFI support has no such acidity, which is
a desired property to minimize the coke formation.

Catalytic activity and stability of the Co@MFI catalysts with
three different Co loading are summarized in Fig. 5. The initial
activities of 1.3Co@MFI and 2.5Co@MFI were higher as
compared to 0.5Co@MFI, however, they deactivated faster, and
J. Mater. Chem. A, 2022, 10, 9445–9456 | 9449
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Fig. 3 (a) Nitrogen adsorption–desorption isotherms and (b and c) pore size distribution of different silica samples.

Table 2 Physisorption properties of different silica samples

Sample
BET surface
areaa (m2 g�1)

Micropore
areab (m2 g�1)

External surface
area (m2 g�1)

Total pore volumec

(cm3 g�1)
Micropore volume
(cm3 g�1) Pore sized (nm)

MFI 517 326 191 0.31 0.13 2.4
0.5Co@MFI 498 313 185 0.29 0.13 2.3
1.3Co@MFI 493 307 186 0.27 0.12 2.2
2.5Co@MFI 492 306 186 0.27 0.12 2.2
0.5Co/SBA-15 596 60 536 0.71 0.04 6.4
0.5Co/SiO2 301 0 301 0.98 0 29.7
0.5Co@MFI_used 478 316 162 0.28 0.13 2.3

a The BET surface areas were calculated from the data in the relative pressure range of P/P0 ¼ 0.05–0.25. b Micropore area and micropore volume
were calculated by t-plot method. c Pore volume was estimated from the amounts absorbed at a relative pressure of P/P0 ¼ 0.98. d Pore size
distributions were calculated from adsorption branch using the BJH method.
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the C2H6 conversion level reached below 20% in 10 h. The main
reason was the formation of NPs (Fig. S6†) and a decrease in the
active surface of Co. On the other hand, 0.5Co@MFI main-
tained a steady C2H6 conversion over time with a slower deac-
tivation rate. STEM analysis and elemental mapping were
performed to compare the Co distribution between fresh and
used 0.5Co@MFI catalyst (Fig. S3 and S7†), and we observed
that Co was dispersed quite well along with some small NPs
9450 | J. Mater. Chem. A, 2022, 10, 9445–9456
aer the reaction. We did the N2 physisorption analysis of the
spent catalyst (Fig. S8†) and found only a little drop in the total
surface area because of coke formation. However, since the coke
was mostly accumulated out of the MFI crystals (Fig. S7c†), the
pore structures (micropore area, micropore volume, and pore
size) were unchanged (Table 2), which could be another reason
for its better stability. The above studies indicate that an
This journal is © The Royal Society of Chemistry 2022
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Fig. 4 H2-TPR profiles of different Co-based catalysts and bare
supports.

Fig. 5 Effect of Co loading and catalyst support on the EDH activities
of different Co catalysts. Reaction conditions: 100 mg catalyst,
pretreatment by 10% H2/N2 for 30 min, 20% C2H6/N2, 10 mL min�1, 1
bar, 650 �C.

Fig. 6 EDH performances of 0.5Co@MFI, 0.5Co/MFI, and 1.0K-
0.5Co@MFI at 1 bar pressure. Reaction conditions: 100 mg catalyst,
pretreatment by 10% H2/N2 for 30 min, 20% C2H6/N2, 10 mL min�1,

�

Paper Journal of Materials Chemistry A

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

5 
M

ac
hi

 2
02

2.
 D

ow
nl

oa
de

d 
on

 0
9/

11
/2

02
5 

18
:4

8:
41

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
optimal loading of Co is necessary to achieve high activity and
stability.

As we have mentioned that the connement effect has
a great advantage in providing thermal stability against metal
sintering, our next objective was to nd out the stability of Co
catalysts on other silica-based supports with different pore
structures. For this purpose, we chose SBA-15 and commercial
SiO2 as supports because they have a high overall surface area
and both are neutral in nature. Since the 0.5Co/SBA-15 catalyst
has a much lower micropore area and micropore volume
compared to the 0.5Co@MFI catalyst (Table 2), the CoOx species
were mostly dispersed on the surface. This was supported by the
This journal is © The Royal Society of Chemistry 2022
H2-TPR results, where the major reduction was seen to occur at
a lower temperature. The pore structure of SBA-15 also affected
the catalytic stability. The initial C2H6 conversion over the
0.5Co/SBA-15 catalyst was much lower compared to the
0.5Co@MFI catalyst, although the activity was maintained well
aerward (Fig. 5). The main reason for this low initial activity
was the formation of Co NPs at the stage of pretreatment with
H2 (Fig. S9b†). Such connement effect is even more prominent
in the case of SiO2 supported catalyst, which showed lower
initial activity than that of the 0.5Co/SBA-15 catalyst. Similar to
0.5Co/SBA-15, 0.5Co/SiO2 also formed Co NPs during H2

pretreatment because the commercial SiO2 does not have any
micropore to stabilize the CoOx species against sintering
(Fig. S9e†). These results are consistent with the XAS data (re-
ported later).

An earlier report has shown that the encapsulation of metal
species is more effective in the case of the bottom-up synthesis
approach, which is also reected in the stability of the cata-
lysts.38 To check the effect of the synthesis method on the
stability of our Co catalyst, we prepared a Co/MFI catalyst by
simple wet impregnation with similar Co loading. The Co/MFI
catalyst showed good initial conversion of C2H6 but deacti-
vated at a little faster rate compared to the Co@MFI catalyst
(Fig. 6 vs. Fig. 5). However, compared to the report on a Pt-based
system, where the catalyst synthesized by wet impregnation
showed fast deactivation,38 our Co-based catalyst showed less
impact of synthesis method on the stability. The main reason
could be the lower reducibility of Co than Pt, which led to better
stability for Co under the reductive conditions. The Cr-based
catalysts showed similar performance independently of the
synthesis method and even at higher loading we observed that
the 0.8Cr/MFI catalyst maintained the single-site nature of Cr
species aer the reaction.50
650 C.
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Since the addition of alkali metals has been proved to be an
effective way to improve catalyst stability in dehydrogenation
reactions,18,38 we synthesized K-containing catalyst, 1.0K-
0.5Co@MFI, with the aim of further preventing particle
growth. We observed a difference in colour between the samples
with and without K (Fig. S1†). In the absence of K, the light grey
colour of Co@MFI catalyst turned a bit darker upon H2 treat-
ment, which indicates the reduction of CoOx species to metallic
Co. On the other hand, the calcined 1.0K-0.5Co@MFI sample
was initially bluish in colour, indicating the presence of tetra-
hedral Co2+, which did not change the colour aer H2 reduction
at 650 �C. As expected, the addition of K successfully rendered
the NP formation, but the activity of the catalyst was extremely
low (Fig. 6). As observed from the H2-TPR results (Fig. 4), a small
fraction of CoOx species could be reduced at 650 �C (which is
also the pretreatment temperature of EDH) and the major
fraction was reduced at above 900 �C, which means that the
reduction of Co was suppressed by K. All the results indicate
that metallic Co is the actual active species for the dehydroge-
nation and that K acts as a poison for the Co catalyst.

We examined the regeneration ability of 0.5Co@MFI catalyst
for ve consecutive cycles (Fig. 7). The deactivated catalyst was
calcined at 600 �C in the air to remove the deposited coke and
again pretreated with H2 before the next catalytic run. The
catalyst lost the activity due to the gradual increase of the Co
particle sizes aer each run, but the C2H4 selectivity and C
balance were unchanged. The initial C2H6 conversion was 27%
in the 1st run, which was decreased to 18% in the 5th run with
33% loss in original activity. We observed a particle growth by
TEM, but the Co particles were homogeneously distributed over
the MFI support even aer 5th run (Fig. S12†). XRD results also
showed that the MFI structure was preserved aer 5th run
(Fig. S2†). Therefore, the decreased dispersion of Co could be
considered as the main reason for catalyst deactivation.

Although dehydrogenation at high pressure is of industrial
interest, EDH at high pressure has been rarely studied.51 To
extend the scope of applicability, we carried out the EDH reac-
tion in an Avantium reactor at a total pressure of 7.5 bar and
a C2H6 partial pressure of 1.5 bar. As expected, the C2H6

conversion level was lower compared to the reactions at
Fig. 7 Recycling experiment with 0.5Co@MFI catalyst. Reaction conditio
N2, 10 mL min�1, 1 bar, 650 �C.

9452 | J. Mater. Chem. A, 2022, 10, 9445–9456
atmospheric pressure, but we achieved a maximum C2H6

conversion of �21%, which is very close to the equilibrium
conversion value (23%) under these conditions (Fig. 8 and Table
3). Unlike the reactions at atmospheric pressure, we observed
some propylene at high pressure due to successive
oligomerization-cracking processes, which also induced more
coke formation. Although the 0.5Co@MFI catalyst exhibited
better stability than the 1.3Co@MFI catalyst, the deactivation
rate is faster in both cases compared to the reactions at 1 bar.
The main reason being the formation of large Co NPs at high
pressure as observed from the TEM results (Fig. S14†). We also
observed more cracking products at higher Co loading (e.g., in
the case of 1.3Co@MFI), which was due to the formation of
bigger Co particles. A comparison can be made here with the
0.8Cr/MFI catalyst, which showed better stability and higher
selectivity in the high-pressure EDHR.50
3.2 Operando X-ray absorption studies during EDHR

The 2.5Co@MFI catalyst was rst characterized at its initial
state under the ow of He at room temperature (RT). Thereaer
the catalyst was characterized aer reduction under H2 at
650 �C for 30 min. The sample was nally characterized aer
10 h of ethane dehydrogenation reaction (EDHR) conditions at
650 �C. Fig. S17† shows the evolution of Co K-edge XANES
spectra as a function of the experimental conditions. The
XANES spectrum of the initial state shows a weak peak in the
pre-edge region due to the 1s/ 3d quadrupolar transitions and
the intense white line is characteristic of an oxidized state of Co
sitting in octahedral environments.52,53 This is further
conrmed by examining the EXAFS spectra and their corre-
sponding Fourier transforms (FTs) (Fig. S18†), which display
two scattering paths. These paths are easily attributed to oxygen
and cobalt metal shell (Table S5†).

Aer the reduction at 650 �C under H2 ow, XANES spectrum
shows an increase of the pre-edge peak and the disappearance
of the white line previously observed with the starting material.
Comparison of XANES and EXAFS spectra recorded at 650 �C
with the spectra of the references (Fig. S16†) conrms the
formation of metallic Co in the sample where FT shows
ns: 100 mg catalyst, pretreatment by 10% H2/N2 for 30 min, 20% C2H6/

This journal is © The Royal Society of Chemistry 2022
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Fig. 8 Catalytic performances of (a) 0.5Co@MFI and (b) 1.3Co@MFI catalysts at 7.5 bar pressure. Reaction conditions: 50 mg catalyst,
pretreatment by 10% H2/N2 for 30 min, 20% C2H6/N2, 5 mL min�1, 650 �C.
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a unique Co–Co coordination shell corresponding to metallic
Co (Fig. S18†). Fig. S18 and Table S5† show the quantitative
analysis of the EXAFS spectra. The rst coordination sphere of
Co is tted with 5.7 � 1.1 Co atoms at 2.46 � 0.01 Å. It was not
possible to include metal–oxygen scattering paths in the ts,
which indicates the complete reduction of all metal atoms.
Finally, aer 10 h under reaction conditions, the XANES spec-
trum looks similar to the spectrum aer H2 treatment, indi-
cating that Co remained in the metallic state aer 10 h of
reaction. A slight change in the amplitude of FT aer 10 h can
be observed (Fig. S18†), which indicates an increase in the
particle size. The rst coordination sphere of Co is tted with
7.3 � 0.8 Co atoms at 2.46 � 0.008 Å. The higher coordination
number (CN) in comparison with the one aer reduction indi-
cates the increase of the particle size during the reaction as the
Table 3 Comparison of activity and stability of different Co catalysts un

Catalyst

C2H6 conversion & C2H4

selectivity (%)
Specic activityb

(molC2H4
molCo

�1 s�1)At 1 h At 40 h

0.5Co@MFIe 35.1 98.6 27.4 98.8 3.10
0.5Co@MFI 25.7 99.6 22.3 99.4 4.67
0.5Co@MFIf 17.3 99.0 13.2 99.1 6.13
0.5Co@MFIg 27.9 99.3 17.1 99.3 4.96
1.3Co@MFI 25.1 97.7 16.4 99.1 1.64
2.5Co@MFI 28.1 97.8 15.1 99.0 0.97
0.5Co/SBA-15 14.6 99.5 13.3 99.5 2.50
0.5Co/SiO2 11.5 99.4 10.9 99.5 2.13
0.5Co/MFI 24.2 99.0 18.3 99.1 4.40
1.0K-0.5Co@MFI 5.8 99.6 5.9 99.5 1.13
0.5Co@MFIh 18.2 89.2 11.5 97.8 2.90
1.3Co@MFIh 21.1 77.8 11.6 90.6 1.10

a Reaction conditions: 100 mg catalyst, pretreatment by 10% H2/N2 for
b Calculated at 1 h. c Calculated at 40 h. d Calculated at 40 h with respec
C2H6/N2 as the feed gas. g No pretreatment with H2.

h 50 mg catalyst, 5 m

This journal is © The Royal Society of Chemistry 2022
spectra were obtained at the same temperature, in accordance
with the increase of the particle size observed by TEM.54

A similar observation was noted for the 0.5Co/SiO2 catalyst in
the initial state as indicated by XANES and EXAFS spectra
(Fig. S19 and S20†). However, the peak amplitude correspond-
ing to the metal shell is much weaker than the oxide references
(Fig. S16†). Thus, the material obtained aer synthesis presents
two key features, (i) a local structural order, and (ii) a disordered
or amorphous state of a metal oxide. Reduction at 650 �C under
H2 ow made a similar impact on the 0.5Co/SiO2 catalyst as
observed in the case of 2.5Co@MFI. The quantitative analysis of
the EXAFS spectra is shown in Table S6 and Fig. S20.† The rst
coordination sphere of Co is tted with 6.9 � 1.1 Co atoms at
2.45 � 0.01 Å. Aer 10 h of EDHR, the XANES spectrum looks
similar to the spectrum aer reduction, indicating that Co
remained in the metallic state. However, there is an increase in
der different conditionsa

C balancec (%) Deactivationd (%)
Coke amount
(g gcat

�1)
Size of Co NPs
aer EDH (nm)

96.2 21.9 0.037 —
96.4 15.5 0.039 7
98.6 24.6 0.042 —
95.0 41.6 0.049 —
97.9 43.6 0.036 9
97.2 54.7 0.035 12
97.6 13.1 0.042 20
96.4 7.6 0.023 15
98.2 24.4 0.035 8
98.6 9.2 0.002 —
98.0 36.8 0.224 7
96.3 45.8 0.292 15

30 min, 20% C2H6/N2 as the feed gas, 10 mL min�1, 1 bar, 650 �C.
t to the highest C2H6 conversion.

e 10% C2H6/N2 as the feed gas. f 40%
L min�1, 7.5 bar.
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Fig. 9 Evolution of Co K-edge XANES spectra (top) of 0.5Co@MFI at
the initial state, after pretreatment, and after EDHR. k2 weighed EXAFS
spectra (bottom left) and FTs (bottom right) of 0.5Co@MFI at the initial
state, after H2 pretreatment, and after EDHR.
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the amplitude of the FT aer the reaction (Fig. S20†). The rst
coordination sphere of Co (Table 3) is tted with 9.5 � 1.2 Co
atoms at 2.46 � 0.01 Å. This result indicates the increase of the
particle size along with the progress of the reaction.

Our next study was with the 0.5Co/MFI catalyst, which
showed similar results to that of 0.5 wt% Co/SiO2 catalyst at the
initial state (Fig. S21 and S22†). Aer treatment under H2 gas
ow at 650 �C, the XANES spectrum shows an increase of the
pre-edge peak and a decrease of the white line previously
observed for the starting material. However, EXAFS oscillations
show a modulation at low wavenumbers and its FT displays
mean scattering paths that are easily attributed to a Co metal
shell. The presence of a small shoulder indicates the interaction
of a low-weight element with Co. The quantitative analysis of
the EXAFS spectra is shown in Table S7 and Fig. S22.† The rst
coordination sphere of Co is tted with 1.4 � 1.2 O atoms at 1.9
� 0.02 Å and 5 � 0.8 Co atoms at 2.42 � 0.01 Å. Aer 10 h of
EDHR, the XANES spectrum evolved and it shows a slight
increase of the pre-edge peak and the disappearance of the
white line previously observed, indicating that Co was totally
reduced aer 10 h of reaction. The rst coordination sphere of
Co is tted with and 5.9 � 1.5 Co atoms at 2.43 � 0.02 Å. These
results conrm that Co was fully reduced and the increase of the
particle size during the reaction.

The most active Co catalyst, 0.5Co@MFI, was characterized
during the EDH reaction under two different pretreatment
conditions and the results were compared. Prior to the reaction,
one sample was treated under H2 and the other sample was
treated under He. XANES spectrum at the initial state shows
that Co is present in the oxidized form (Fig. 9). The H2-treated
sample shows an increase of the pre-edge peak and a decrease
of the white line indicating the reduction of Co. Differently, the
He-treated sample shows a less intense pre-edge and lightly
more intense in the white line, indicating that the Co is partially
oxidized. However, in both materials, EXAFS oscillations show
a modulation at low wavenumbers due to the interaction of
a low weight element with Co and its FT displays mean scat-
tering paths that are easily attributed to a Cometal shell and the
presence of a small shoulder indicates the Co–O interaction.
This is conrmed by the quantitative analysis of the EXAFS
spectra shown in Table S8† and Fig. 9. The rst coordination
sphere of Co in the H2-treated sample is tted with 1.5 � 0.7 O
atoms at 1.9 � 0.01 Å and 5 � 0.8 Co atoms at 2.45 � 0.01 Å.
Similarly, the rst coordination sphere of Co in the He-treated
sample is tted with 1.3 � 0.2 O atoms at 1.9 � 0.01 Å and
1.9 � 0.6 Co atoms at 2.46 � 0.01 Å. Aer 10 h of EDHR, the H2-
treated sample shows an increase of the pre-edge peak and the
disappearance of the white line, indicating the total reduction
of Co. The rst coordination sphere of Co is tted with and 5.6
� 1.2 Co atoms at 2.45 � 0.01 Å. On the other hand, the XANES
spectrum of the He-treated sample features partially oxidized
Co. This is further conrmed by the EXAFS oscillations that
show modulation of �2–4 Å�1. The FT displays mean scattering
paths that are easily attributed to a Co metal shell and the
presence of a shoulder indicates the Co–O interaction. The rst
coordination sphere of Co is tted with 0.9 � 0.1 O atoms at 1.8
� 0.01 Å and 5.3 � 0.4 Co atoms at 2.45 � 0.01 Å. In both cases,
9454 | J. Mater. Chem. A, 2022, 10, 9445–9456
EDHR initiates the particle growth for Co, which causes
deactivation.

We can make a correlation between the EDH activity of
different Co catalysts and the change in the rst shell coordi-
nation number (CN) of Co–Co (Fig. S23†). MFI-supported cata-
lysts at the Co loading of 0.5 wt% have lower CN and they
exhibit higher specic activity. The catalyst synthesized by the
one-pot method (i.e., 0.5Co@MFI) shows a little lower change in
CN and thus shows a little better stability. At higher Co loading
(2.5 wt%), the catalyst shows higher CN at the initial stage and
thus exhibits lower specic activity. The specic activity of the
2.5Co@MFI catalyst was even lower than the SiO2-supported
0.5Co/SiO2 catalyst, which is probably because 2.5Co@MFI
formed a dense population of Co NPs that effectively reduced
the active surface area of Co. The 0.5Co/SiO2 catalyst shows
a much higher CN aer H2 pretreatment as SiO2 has no
connement effect. However, the specic activity was moderate
in this case, which could be due to the presence of ne Co NPs/
clusters (not observed by TEM) but the actual reason is not
clear.
This journal is © The Royal Society of Chemistry 2022
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All these results suggest that Co always gets reduced into the
metallic state either during H2-pretreatment or during EDHR
and it is hard to stabilize the nanometric Co species against
sintering even at low loading. Therefore, although the Co-based
catalysts show high intrinsic activity, their stability is always an
issue under such harsh reductive conditions. In this regard, the
Cr-based catalysts show little lower EDH activity, but they are
extremely stable due to the high Gibbs energy value for the
reduction of oxidized Cr. We made a detailed operando XAS
study on the Cr/MFI system and identied a divalent mono-
meric Cr species as an active centre for the reaction.50 Based on
the XAS results and DFT studies, we made a conclusion that the
CrII(–O–Si^)2 species was directly involved in the rst C–H
activation, which is believed to be the rate-determining step in
the EDH process. Importantly, this monomeric species was
present in the Cr/MFI system with a Cr loading of 0.8 wt%,
which is double the Co loading in the most active Co@MFI
catalyst in terms of atomic loading. The most striking fact is
that the 0.8Cr/MFI catalyst maintained its high activity for
around 110 h without a signicant deactivation and it was
possible due to the high stability of the single-site Cr species.
The regeneration of Cr-based catalysts is also very easy as the
deactivation was caused mainly due to the coke formation. On
the other hand, in addition to coke formation, the Co-based
catalysts gradually form Co NPs in most cases and make the
regeneration more difficult.
4 Conclusions

Pure silica MFI zeolite shows an excellent ability to encapsu-
late metal species and provide stability against thermal sin-
tering as compared to other silica supports with similar
surface areas. Preliminary studies on metal screening showed
that Co has the highest intrinsic activity although its stability
depends on metal loading. At a Co loading of 0.5 wt%, the
Co@MFI catalyst showed the highest activity and stability,
while increasing the loading resulted in faster deactivation
due to the formation of bigger NPs. According to operando XAS
studies, the Co-based catalysts always form a metallic Co
phase either during the pretreatment or during the reaction,
and therefore it is hard to maintain the initial dispersion. The
synthesis method did not show a large effect on the catalytic
performance, as we observed comparable activity and stability
for the Co/MFI catalyst prepared by a simple wet impregna-
tion. Cr was another metal of interest in this study due to its
excellent stability and easy regenerability. The most inter-
esting fact is that Cr can maintain its single-site nature even at
higher temperatures than that used in this study, which
makes it suitable for high-temperature applications under
reductive conditions. The results obtained in this study
indicate that the MFI silicalite can be excellent support for
a diverse range of metals even where the one-pot synthesis
strategy fails. We have compared the activity and stability of
our Co catalyst with the earlier reported catalysts for the non-
oxidative EDHR (Table S9†), which indicates that the current
study can provide a direction towards designing more stable
This journal is © The Royal Society of Chemistry 2022
transition metal catalysts to be operated under industrially
relevant conditions.
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