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nt engineering for high-efficiency
and environmentally friendly perovskite solar cells
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Yichuan Chen, Yuehui Hu, Zhijie Yi, Jiayu Huang and Hua Zhu

Flat and dense perovskite films with low defect density are essential for high-performance perovskite solar

cells (PSCs). Anti-solvent-assisted crystallization (ASAC) is one of the effective ways to obtain high-quality

perovskite films with low cost and simple operation. However, most of the traditional anti-solvents such as

chlorobenzene, toluene, and diethyl ether have strong toxicity, which would be harmful to people's physical

and mental health. It can be anticipated that when these toxic anti-solvents are widely applied in the

industry, they will have destructive effects on humans and the environment, which is contrary to the

current promotion concepts of green environmental protection. In September 2015, the United Nations

Development Program regulated the Sustainable Development Goals (SDGs) for Mankind, which clearly

emphasized the use of economically viable clean energy that was compatible with the goals for climate

action, good health and well-being. So the development of non-hazardous green anti-solvents is an

important direction in the research field of PSCs. In this review paper, the outstanding research

achievements on green anti-solvents in recent years are summarized, including different types of

perovskite films using different green anti-solvents with/without additives, the physical and chemical

properties of different green anti-solvents, and their effects on the performance of perovskite films and

PSCs. Moreover, five types of non-anti-solvent green preparation methods regulated by physical

processes are also assessed. It provides references for the manufacturing of efficient, stable, low-cost

and environmentally friendly perovskite devices.
1 Introduction

The use of renewable energy has become particularly important
amid the depleting fossil fuel resources and escalating envi-
ronmental issues.1,2 Solar energy, as a widely distributed and
inexhaustible clean energy source, holds tremendous potential
for exploitation. Moreover, PSCs possess excellent photoelectric
properties, including a high extinction coefficient, long carrier
diffusion length, high carrier mobility, high tolerance for
defects, and controllable band gap, all coupled with a simple
manufacturing process. Therefore, they are increasingly
attracting the attention of researchers worldwide.3,4 In the past
decade or so, the energy conversion efficiency of PSCs has
increased signicantly, from an initial 3.8% to the current
26%,5,6 reaching a level comparable to that of traditional crys-
talline silicon solar cells. As a result, they have become the most
promising candidates for the third generation of organic
photovoltaic cells with great application prospects. One of the
biggest advantages of PSCs is their ability to be fabricated
through a one-step lm formation process. This preparation
method is straightforward and easy to implement, leading to
neering, Jingdezhen Ceramic University,
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consistent lm thickness and remarkable scalability.7–9

However, the polycrystalline lms processed by the traditional
one-step method inevitably experience anisotropic growth as
a result of the relatively slow evaporation of solvents, leading to
a low nucleation density and poor coverage of the perovskite
lm. Consequently, this results in relatively low efficiency for
the fabricated PSCs.10,11 Therefore, researchers are striving to
increase the nucleation density and coverage of perovskite lms
in order to effectively boost the energy conversion efficiency of
the devices. Based on this, a series of methods have been
developed to prepare high-quality perovskite lms, such as the
two-step method, the additive engineering method, the dual
source co evaporation method and the hydrothermal
method.12,13 And the ASAC is an improvement upon the tradi-
tional one-step method. Because of its simplicity in processing,
wide range of applicability, high separation efficiency, and
effective elimination of the primary solvents DMF and DMSO, it
has become one of the most widely used methods.14–17 In this
method, the role of the anti-solvent is to enhance the solute
concentration by accelerating the evaporation of the solvent
during the preparation process through adjusting the solvent
concentration, solvent polarity, and controlling the rate of
solvent evaporation. This initiates nucleation and crystalliza-
tion, which in turn passivates defects and results in the
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Table 1 Basic properties of anti-solvents

Toxicity Anti-solvent name Fundamental properties Boiling point Chemical polarity

Highly toxic Chlorobenzene (CB) Colorless transparent liquid, bitter almond avor,
long term contact is prohibited, both steam and
liquid are toxic

132.2 °C High polarity

Toluene (TL) Colorless transparent liquid, with a unique
aromatic aroma, steam is toxic and can cause harm
to the human body through the respiratory tract

111 °C Low polarity

Ethyl ether (DE) Colorless transparent liquid, aromatic aroma, high
acute toxicity, with anesthetic effects on the central
nervous system

34.6 °C Low polarity

Almost non-
toxicity

Sec-butyl ethanol (2-BA) Colorless and transparent liquid, with a wine like
odor, biodegradable, organic solvent

99.5 °C High polarity

Ethanol Flammable, volatile, colorless and transparent
liquid (at room temperature and pressure), with
a slight alcohol odor

78.3 °C High polarity

N-Propyl acetate (NPAC) Colorless clear liquid with transparency, stable at
room temperature, highly ammable

102 °C High polarity

Propylene glycol methyl ether
(PM)

Excellent solubility in organic solvents, suitable
volatilization rate

120 °C Neutral polarity

Acetic acid (HAc) Colorless hygroscopic liquid with a freezing point of
16.7 °C (62 °F)

117.9 °C High polarity

Ethyl acetate (EA) Colorless and transparent liquid, with a pungent
odor at high concentrations, easily volatile,
sensitive to air, capable of absorbing moisture

77.5 °C Neutral polarity

Diethyl carbonate (DEC) A dicarbonate ester of ethanol, colorless and
transparent liquid (at room temperature)

126.8 °C Low polarity

Low toxicity Acetylacetone (AA) Organic solvent, colorless or slightly yellow
transparent liquid, with ester odor, slightly soluble
in water

140.4 °C High polarity

Methyl acetate (MA) Colorless transparent liquid, fruity aroma, slightly
spicy taste, liquid at room temperature and
pressure

56.9 °C High polarity

Isopropanol (IPA) Organic solvent, colorless and transparent liquid,
with an odor similar to a mixture of ethanol and
acetone, soluble in water

82.5 °C Low polarity

Methyl benzoate (MB) Organic solvent, colorless transparent liquid,
insoluble in water

198 °C Low polarity

Methoxybenzene (PhOMe) Green organic solvent with aromatic odor,
insoluble in water

153.8 °C Low polarity

Anisole (ANS) A pleasant aromatic odor, colorless to pale yellow
liquid, insoluble in water

154 °C Low polarity
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production of a uniform and compact perovskite lm. However,
the early developed ASAC methods typically employed tradi-
tional toxic solvents such as chlorobenzene (CB),18–20 toluene
(TL),21,22 and ethyl ether (DE)23,24 (outlined in Table 1). These
substances exhibit high volatility, making them easily released
into the atmosphere from pollution sources. Once in the
atmosphere, they can participate in photochemical reactions,
forming photochemical smog that negatively impacts air
quality. When leaked into soil, they inltrate and contaminate
soil layers, disrupting soil structure and functionality. This
contaminated soil may no longer be suitable for crop cultivation
or supporting other biological activities. Furthermore, chloro-
benzene can potentially interfere with the endocrine system,
altering sex hormone levels and subsequently affecting the
development and function of reproductive organs. Toluene is
a potent irritant; eye contact can result in pain and blurred
vision, while inhalation of toluene vapor may trigger respiratory
© 2024 The Author(s). Published by the Royal Society of Chemistry
system disorders such as chronic rhinitis and bronchitis. In
cases of acute exposure to large amounts of ethyl ether, early
symptoms like excitement, drowsiness, vomiting, paleness,
bradycardia, hypothermia, and irregular breathing can occur,
posing a serious threat to life in severe cases.

Under such circumstances, researchers were required to use
glove boxes, fume hoods, gas masks, and other protective
equipment to isolate themselves from the harmful effects.25,26 If
these toxic solvents are applied to industrial production, it
could pose potential dangers to researchers and workers, and
cause harm to the environment. This would run counter to the
goals of economically viable clean energy, climate action, and
good health and well-being outlined in the 17 SDGs set by the
United Nations Development Programme, and it does not align
with the requirements of sustainable development. Therefore,
the search for novel green anti-solvents that do not produce
environmental side effects to replace traditional toxic anti-
RSC Adv., 2024, 14, 32370–32388 | 32371
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solvents has emerged as a critical focus within this research
area.27–29 At the same time, many scientists are also committed
to nding other green preparation methods of perovskite lms
without anti-solvents.
2 Green anti-solvent

Generally, solvents that have lower hazards and risks to the
environment, human health, and sustainable development
during their use process from synthesis to application, and
then to treatment and recycling in various stages are called
green solvents. They are called green anti-solvents when used
in the preparation of perovskite thin lms by ASAC method.
The spin-coating process of the perovskite precursor solution
employs an anti-solvent treatment in order to efficiently
remove the main solvent and trigger the crystallization of the
perovskite lm. The preparation method utilizing ASAC can
be simplied into a model, in which the application of the
anti-solvent initiates two distinct processes. By adding
a liquid anti-solvent onto the surface of the diluted precursor
solution, the bulk solvents DMF and DMSO are extracted
from the underlying layer through the process of diffusion.
Throughout this period, a constant supply of pure anti-
Fig. 1 According to the results in Table 1, the chemical structures of
categories: highly toxic (1) chlorobenzene, (2) toluene, (3) ethyl ether; alm
propylene glycol methyl ether, (8) acetic acid, (9) ethyl acetate, (10) die
isopropanol, (14) methyl benzoate, (15) methoxybenzene.

32372 | RSC Adv., 2024, 14, 32370–32388
solvent is maintained on the precursor layer, ensuring
a high diffusion gradient and maximizing the efficiency of
the process. Concurrently, the extraction of solvents from the
precursor solution triggers nucleation and crystallization of
the perovskite material, ultimately leading to the formation
of a polycrystalline lm.30

In recent years, researchers have devoted signicant efforts
to developing green anti-solvents or other green preparation
processes for perovskite thin lms. By examining the effects of
green anti-solvents on the quality, absorbance, and device
performance of perovskite lms, numerous meaningful
research outcomes have been achieved.31–35 Drawing upon the
presentations of research accomplishments, we have summa-
rized the fundamental properties of these anti-solvents (out-
lined in Table 1, chemical structures showed in Fig. 1), which
display characteristics of elevated boiling points, and either
complete non-toxicity or low toxicity. Furthermore, we
comprehensively delineated the environmentally friendly
processes of fabricating perovskite lms and elaborated the
impacts of various green anti-solvents on the morphology and
performance of perovskite lms, showcasing the vast prospects
and sustainability of green anti-solvent-based PSCs production
(Fig. 1).
various anti-solvents used in perovskite films are divided into three
ost non-toxic (4) sec-butyl ethanol, (5) ethanol, (6)N-propyl acetate, (7)
thyl carbonate; low-toxic (11) acetylacetone, (12) methyl acetate, (13)

© 2024 The Author(s). Published by the Royal Society of Chemistry
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3 Preparation of perovskite films by
green anti-solvent

As is widely known, ASAC serves as an efficient means to achieve
dense and uniform perovskite lms. This technique, charac-
terized by its low cost and straightforward operation, currently
stands as one of the most widely utilized methods for obtaining
high-quality perovskite lms. Initially, scientists oen resorted
to traditional anti-solvents such as CB, TL, and DE. While the
PCE of PSCs fabricated using these anti-solvents was decent,
they exhibited signicant toxicity, rendering them unfriendly to
both human health and the environment. Guided by the United
Nations' sustainable development principles, scientists
embarked on the investigation of green anti-solvents and made
notable progress. Nevertheless, they simultaneously discovered
that the PCE of the PSCs fabricated using these solvents fell
short of that achieved with traditional toxic anti-solvents. When
used in combination with precursor solution, these anti-
solvents remove a large amount of organic halides, disrupting
the microstructure of the lms and leaving behind PbI2 that
could not be converted into perovskite, ultimately leading to
irreversible changes in stoichiometry. Subsequently,
researchers embarked on enhancing the performance by
incorporating additives that can effectively passivate the Pb2+

coordination defects within the green anti-solvents. This article
offers a comprehensive review of the noteworthy achievements
made in the eld of green anti-solvent research.
3.1 Preparation of green anti-solvent for CH3NH3PbI3
perovskite lms

CH3NH3PbI3 perovskite is classied as a direct bandgap semi-
conductor, boasting a bandgap of roughly 1.55 eV. The
Fig. 2 Schematic diagram of traditional spin coating and anti-solvent tre
CB). This figure has been reproduced from ref. 36 with permission from

© 2024 The Author(s). Published by the Royal Society of Chemistry
positioning of its valence band and conduction band enables it
to effectively inject electrons into the electron transport layer,
while simultaneously possessing the necessary energy to inject
excited holes into the hole transport layer. Moreover, CH3-
NH3PbI3 perovskite boasts a signicantly longer carrier diffu-
sion length and lifetime, surpassing other organic
semiconductor materials by 1–2 orders of magnitude. Addi-
tionally, it exhibits excellent thermal stability. These attributes
contribute to the high electron mobility of CH3NH3PbI3 perov-
skite and its exceptional performance in hole transport,
enabling efficient operation in solar cells. Furthermore, the
light absorption coefficient of CH3NH3PbI3 perovskite is
signicantly high, exceeding that of ordinary organic dyes by
more than 10 times, demonstrating its exceptional light
absorption capability.

3.1.1 CH3NH3PbI3 perovskite lms with ethyl acetate (EA).
(a) EA serving as a prototypical green anti-solvent, exhibits
a notably high polarity of 0.228 and a considerably lower boiling
point of 77.5 °C compared to other halogenated anti-solvents.
Consequently, it facilitates the rapid crystallization of perov-
skite. The utilization of EA as an anti-solvent not only enhances
the interfacial contact between functional layers and the
stability of the perovskite lm, but also facilitates the controlled
growth of the perovskite crystals, resulting in a slower growth
rate, high crystallinity, and dense microstructure. Conse-
quently, high-quality perovskite with preferential crystal orien-
tation, low-density trap states, and reduced charge
recombination is achieved, as depicted in Fig. 2. The carbonyl
group (C]O) present in EA exhibits electron-rich properties,
facilitating the formation of hydrogen bonds with dimethyl
sulfoxide. The hydrogen bonding interaction between the anti-
solvent EA and dimethyl sulfoxide effectively inhibits the rapid
evaporation of EA, subsequently slowing down the
atment processes for manufacturing perovskite thin films (using EA and
Wiley, copyright 2018.

RSC Adv., 2024, 14, 32370–32388 | 32373
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crystallization process of the CH3NH3PbI3 layer. The fabricated
CH3NH3PbI3 PSCs have achieved a remarkable PCE of 17.75%,
and remarkably, even the unencapsulated version of the cell
demonstrates excellent long-term and thermal stability.37

In comparison to the pure EA anti-solvent, the combined
utilization of EA with an additive anti-solvent profoundly
enhances the surface morphology of the perovskite lm. This
blend effectively passivates grain boundary/surface defects
within the perovskite lm, thereby markedly boosting both the
photovoltaic performance and reproducibility of the device. The
following serves as an illustrative example of the preparation of
CH3NH3PbI3 perovskite lms through the utilization of EA as an
anti-solvent in conjunction with various additives.

(b) Aer undergoing several initial steps, intermediate pha-
ses emerge at the surface and grain boundaries of the perov-
skite. These intermediates are thoroughly extracted via robust
hydrogen bonding interactions with the EA solution. The overall
conguration of the open grain boundaries enhances the
contact between the entire perovskite particle and the hole-
transporting material, facilitating faster charge separation at
the interface. As a result of the continuous post-treatment
process, surface defect states are reduced, leading to a notable
improvement in electron transport. The sequentially processed
PSCs demonstrate an impressive PCE of 18.46%, with an
average steady-state PCE of 18.05%. Additionally, the
Fig. 3 Schematic diagram of the process of preparing perovskite thin fil
a TiO2/FTO substrate, and AA + EA is dropped onto the perovskite precur
transforms into black perovskite phase. This figure has been reproduced

Fig. 4 Surface SEM images of CH3NH3PbI3 thin films treated with differe
and g), and 2% (d and h). This figure has been reproduced from ref. 39 w

32374 | RSC Adv., 2024, 14, 32370–32388
reproducibility and stability of the devices have been signi-
cantly enhanced.38

(c) Treating perovskite with the combination of the anti-
solvent EA and the additive acetylacetone (AA) enables ne-
tuning of the crystallization process and defect reduction, ulti-
mately yielding a CH3NH3PbI3 perovskite lm characterized by
enlarged grains, minimized grain boundaries, low defect
density, and uniform compactness. Concurrently, the hydro-
phobic properties of the perovskite lm's interface are signi-
cantly enhanced. EA, with its high polarity and low boiling
point, effectively promotes the rapid crystallization of perov-
skite and enhances the contact and stability among the func-
tional layers of solar cells. On the other hand, the C]O
functional group present in AA serves to passivate the coordi-
nated Pb2+ defects and strengthen the interaction between
cations and anions in the perovskite through coordinate bonds
(see Fig. 3). This favorable interaction facilitates the formation
of dense, large-grained lms. Under the optimized concentra-
tion of AA (Fig. 4), the PCE of the fabricated CH3NH3PbI3 PSCs
increased from 19.2% to 21.1%, accompanied by improved
stability in air.39

(d) In the perovskite treatment process, the integration of
anti-solvent EA and additive isopropanol (IPA) notably
enhances the surface morphology of the perovskite lm. This
treatment effectively passivates grain boundaries, ultimately
ms through EA + AA. The perovskite precursor solution is rotated onto
sor thin film. After solvent quenching, it turns reddish brown. Annealing
from ref. 39 with permission from Elsevier, copyright 2022.

nt concentrations of AA at EA values of 0 (a and e), 0.5% (b and f), 1% (c
ith permission from Elsevier, copyright 2022.

© 2024 The Author(s). Published by the Royal Society of Chemistry
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yielding CH3NH3PbI3 perovskite lms characterized by excep-
tional crystallinity, enlarged grains, a smooth surface, and
minimized grain boundaries. Among them, IPA exhibits weak
polarity and a low boiling point, both of which contribute
favorably to the rapid crystallization of perovskite. When using
an optimized concentration of IPA, CH3NH3PbI3 PSCs demon-
strate exceptional performance, achieving a notable PCE of
18.98% under dry conditions. Notably, these devices exhibit
negligible hysteresis and maintain excellent stability over
a period of 30 days.40

(e) Treating perovskite with the anti-solvent EA, along with
the addition of potassium thiocyanate (KSCN), results in
increased grain size and crystallinity, fewer grain boundaries,
and reduced trap states. Specically, the KSCN additive slows
down the growth process of perovskite, facilitating the forma-
tion of larger perovskite domains during the manufacturing
process. These expanded domains, in turn, minimize the
volume and surface trap density of the perovskite. It enables
lower trap-assisted charge recombination and efficient charge
extraction in solar cells. The volatile thiocyanate ions (SCN−)
arrange lead iodide (Pb–I) octahedrons due to the strong affinity
between Pb2+ and SCN−, thereby optimizing the morphology of
the thin lm. Furthermore, the K+ alkali metal ions effectively
passivate the grain boundaries and trap states of perovskite,
thereby enhancing the stability and efficiency of solar cells.
When utilizing an optimized concentration of KSCN, the
fabricated CH3NH3PbI3 PSCs exhibit a maximum PCE of
17.12%, along with improved stability in ambient air.41

3.1.2 CH3NH3PbI3 perovskite lms without ethyl acetate
(EA). As research continues into the preparation of perovskite
lms using ASAC, scientists have discovered that numerous
other organic solvents play a pivotal role in the production of
these lms. The resulting CH3NH3PbI3 perovskite lms boast
impressive PCE.

(a) Sec-butyl ethanol (2-BA) is a colorless and transparent
liquid with a scent similar to wine, boasting a boiling point of
99.5 °C and weak polarity. It is commonly used as a rawmaterial
for synthesizing perfumes and dyes, as well as an environ-
mentally friendly solvent. By employing the anti-solvent 2-BA in
the processing of perovskites, we have achieved high-quality
perovskite lms that exhibit no excess PbI2, enlarged grain
sizes, smoother surfaces, reduced trap-state densities,
enhanced crystallinity, increased electron–hole recombination
resistance, and superior charge carrier extraction capabilities.
The PCE of the fabricated CH3NH3PbI3 PSCs reached 19.29%,
exhibiting exceptional moisture stability.42

(b) N-Propyl acetate (NPAC) belongs to the slightly toxic
category with a high boiling point of 102 °C and a low saturated
vapor pressure. PM is a low-toxicity ether with a high boiling
point of 120 °C and no strong irritating odor (only a faint ether
scent). Using green anti-solvents like Propylene glycol methyl
ether (PM) or NPAC to treat perovskites effectively regulates
their crystallization process, yielding calcium titanate lms with
large grain sizes, uniform density, and complete coverage.
These anti-solvents enhance the nucleation of PbI2 particles to
varying degrees, offering heterogeneous nucleation sites for
perovskite crystals and accelerating the nucleation process. As
© 2024 The Author(s). Published by the Royal Society of Chemistry
a result, the PCE of CH3NH3PbI3 PSCs prepared with these anti-
solvents reaches up to 21.60% and 20.05%, respectively,
exhibiting superior photovoltaic performance and stability.43
3.2 Formamidine (FA) perovskite thin lms with green anti-
solvent

Firstly, the photoelectric properties of FAPbI3 perovskite are truly
exceptional. Formamidinium iodide, an organic compound,
boasts excellent photoelectric performance and stability, whereas
perovskite structural materials are inorganic substances
renowned for their outstanding photoelectric capabilities. This
unique combination positions FAPbI3 perovskite as a standout
performer in the realm of photoelectric conversion. Secondly, the
crystal structure of FAPbI3 perovskite is quite distinctive,
comprising Pb, I, and FA, mimicking the classic ABO3 perovskite
arrangement. In this structure, the A-site is typically occupied by
organic cations, like FA+, while the B-site is held by Pb2+. This
unique conguration endows FAPbI3 perovskite with a stable
crystalline morphology and exceptional physical properties.
Furthermore, FAPbI3 boasts an optimal bandgap of 1.48 eV, with
an absorption onset wavelength extending to a remarkable
840 nm. Its Goldschmidt tolerance factor hovering close to 1
signals robust structural stability and minimal distortion.
Therefore, FAPbI3 is widely considered as the leading perovskite
composition with the potential to unlock record-breaking
photocurrent densities and device efficiencies.44–47

(a) Methyl benzo-ate (MB) is a dual-function anti-solvent that
boasts a high boiling point of 198 °C, low volatility, environ-
mental friendliness, non-halogenated properties, and toxicity-
free characteristics. Perovskite precursors, including MAI, FAI,
and PbI2, can be easily dissolved in pure MB, and their solubility
can be further enhanced through heating. Hence, the anti-solvent
MB serves dual purposes in the processing of perovskites. It acts
as a rapid crystallization agent during the low-temperature spin-
coating stage, facilitating the formation of crystal seeds. Addi-
tionally, it serves as a digestion solvent for dissolving perovskite
precursors during the high-temperature annealing stage (see
Fig. 5). This not only prevents the loss of organic components
during thermal annealing but also effectively suppresses the
formation of hybrid lead halide phases. This innovative dual-
function anti-solvent is employed in planar n-i-p PSCs to create
high-quality perovskite layers, enabling a remarkable power
conversion efficiency of up to 22.37% while exhibiting negligible
hysteresis and stability lasting over 1300 hours.48

(b) Methoxybenzene (PhOMe), a green solvent with a boiling
point of 153 °C, stands out for its low toxicity, moderate satu-
rated vapor pressure, and solvent properties akin to those of TL
and tert-butylbenzene. As depicted in Fig. 6, perovskite lms
craed using PhOMe as an anti-solvent exhibit smoother
surfaces, larger grain sizes, and reduced carrier recombination
rates compared to those treated with CB, all while maintaining
consistent crystallinity and absorption characteristics. Conse-
quently, the Cs/MA/FA PSCs fabricated with this method boast
a PCE of 19.42%.49

(c) Isopropanol (IPA) exhibits characteristics such as weak
polarity and a low boiling point, and it can induce rapid
RSC Adv., 2024, 14, 32370–32388 | 32375
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Fig. 5 Schematic comparison of CB, EA, MB anti-solvent treatment of perovskite films. Residual CB/EA may interrupt the solid solution
secondary growth of perovskite crystals. Some organic components in the precursor of perovskite, such as MAI, tend to evaporate rather than
form perovskite phase during annealing, leading to the transformation of perovskite into PbI2. This figure has been reproduced from ref. 48 with
permission from Wiley, copyright 2020.

Fig. 6 Microstructure of perovskite thin films deposited on TiO2/FTO substrates: AFM morphology images of (a) CB–P, (b) PhOMe–P, and
corresponding surface SEM images of (c) CB–P, (d) PhOMe-P. This figure has been reproduced from ref. 49 with permission from Wiley,
copyright 2018.
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crystallization in perovskites. When used as a green anti-solvent
IPA to treat Cs5(MA0.17FA0.83)95Pb(I0.83 Br0.17)3 perovskites, the
resulting perovskite lms exhibit a more uniform morphology
with larger grain sizes. The fabricated Cs5(MA0.17FA0.83)95-
Pb(I0.83 Br0.17)3 PSCs achieved a PCE of 21.50%, exhibiting
exceptional moisture stability. Moreover, considering that PSCs
32376 | RSC Adv., 2024, 14, 32370–32388
consist of multiple layers processed with different solvents,
researchers have also explored the feasibility of utilizing green
solvents for the production of all layers of PSCs. The best PCE
achieved with this fully green solvent processing method was
19.5%, establishing a new record for PSCs processed solely with
green solvents.50,51
© 2024 The Author(s). Published by the Royal Society of Chemistry
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(d) Anisole (ANS), with a boiling point of 154 °C, exhibits low
polarity. Researchers conducted an exhaustive comparison
between anisole and the notoriously toxic yet frequently utilized
CB and TL. The ndings reveal that perovskite lms craed
from anisole exhibit comparable performance to those utilizing
CB and TL, achieving a stable PCE of 20.2%, marking the
superior PCE attained when employing anisole. Furthermore,
when processed under ambient conditions with ANS anti-
solvent, the PSCs not only pose lesser toxicity risks but also
maintain a robust PCE of up to 15.4%. This presented meth-
odology offers a viable pathway towards establishing a reliable
atmospheric deposition scheme for perovskites, all while miti-
gating potential health hazards associated with the system.52

(e) Acetic acid (HAc), with a boiling point of 117.9 °C, exhibits
high polarity. When used as an anti-solvent in treating perov-
skites, HAc effectively controls the crystallization process,
leading to the production of smoother, defect-free perovskite
lms with outstanding photoelectric performance. Not only
does a small amount of HAc reduce the roughness of the
perovskite lm and residual PbI2, but the electron-rich carbonyl
group (C]O) in acetic acid also creates a passivation effect. The
PCE of the fabricated Cs0.05FA0.80MA0.15Pb(I0.85Br0.15)3 PSCs
reached 22.0%, and the cells maintained 96% of their initial
efficiency aer being stored in an environment with controlled
relative humidity (RH) of less than 30% for 2400 hours, without
the need for any encapsulation.53

(f) Ethanol has a boiling point of 78.3 °C and a high polarity,
and methylamine bromide (MABr) has a melting point between
248.0 °C and 253.0 °C. Treatment of perovskite with ethanol and
MABr can improve the crystallinity of perovskite lm grains,
and the larger grain size can passivate its surface defects. The
mixed anti-solvent of ethanol and MABr can modify Cs0.15-
FA0.85PbI3 perovskite lms, in which MABr can react with PbI2
produced by perovskite and effectively inhibit the defect-
induced non-radiation recombination. The PCE of Cs0.15-
FA0.85PbI3 PSC is 21.53%, and the storage stability and light
transmission stability are good.54
3.3 Perovskite thin lms with tin (Sn)/antimony (Sb)/copper
(Cu) instead of lead (Pb)

Due to the inherent toxicity of lead and the instability of Pb-
based perovskites, their practical applications have been
severely constrained by recent environmental regulations.
Consequently, scientists have sought to experiment with alter-
native materials to replace lead, such as Sn, Sb and Cu. Due to
the similarity in size and valence shell between divalent Sn
cations and divalent Pb cations, Sn can be used as a substitute
for Pb in the preparation of perovskite lms. Additionally,
trivalent Sb, with its similar electronic conguration to divalent
Pb and its resistance to oxidation in atmospheric conditions,
Sb-based perovskite derivative has already been developed as an
indoor photovoltaic absorber, presenting opportunities for
commercialization. So far, Cu has emerged as a promising
candidate for replacing lead in Cu-based perovskite materials,
given its low toxicity. The perovskites fabricated from these
© 2024 The Author(s). Published by the Royal Society of Chemistry
three materials have garnered signicant research interest due
to their low toxicity and exceptional photoelectric properties.

(a) The green anti-solvent diethyl carbonate (DEC) is
a decarbonate of ethanol, a clear colorless liquid at room
temperature with a boiling point of 126–128 °C and low polarity.
The delayed kinetics of solvent-anti-solvent interactions
enabled by the anti-solvent DEC slowed down the crystallization
of FASnI3 perovskite, leading to superior crystal orientation and
reduced high-dimensional extension defects. More importantly,
the special crystallization makes the distribution of Sn/I
vacancies in perovskite lms non-uniform, which leads to
a gradient distribution of p-type self-doping on the upper
surface but gradually from the upper surface to the lower
surface. The resulting ribbon structure gradient facilitates
carrier transport and suppresses the reverse charge accumula-
tion between the two interfaces. The PCE of the prepared FASnI3
PSCs reached 14.2% with good operational stability. And Jsc
(short circuit current)= 24.2 mA cm−2, Voc (open circuit voltage)
= 0.8 V, FF (lling coefficient) = 73.5%.55

(b) The crystallization process of Sn-based perovskites is
carefully controlled through the utilization of the environmen-
tally friendly anti-solvent, acetic acid (HAc). As depicted in
Fig. 7, HAc serves a dual purpose. Firstly, it enhances the
nucleation rate of the precursors by promoting salting-out
crystallization. This occurs as hydrogen bonds form between
HAc and the precursor solvent, weakening the solvation of SnI2
by DMSO, and thereby increasing the effective concentration of
pre-crystalline substances, leading to the precipitation of
materials necessary for crystallization. Secondly, due to the slow
volatilization of HAc during the annealing process, the
hydrogen bonding between HAc and the organic ammonium
salt delays the continued growth of the perovskite phase.
Overall, this fast nucleation process and slow crystal growth
process favors the preparation of high-quality Sn-based perov-
skite lms. In addition, the unvolatilized residual HAc reduces
the loss of organic amine salts and passivates the defective
states in the perovskites. The boiling point of HAc is 117.9 °C,
and the PCE of FASnI3 PSC prepared with HAc reaches 12.78%
(open-circuit voltage of 0.92 V in a non-chlorophenyl-based
device).56

(c) Anti-solvent methoxybenzene (PhOMe) treatment Cs3-
Sb2ClxI9−x of perovskite can effectively increase the crystalliza-
tion of perovskite lms and regulate the crystallization process,
and the surface morphology of the prepared lms is dense, with
better light absorption properties. Its devices can achieve a PCE
of 2.07% for Cs3Sb2ClxI9−x PSCs prepared with low-cost carbon
electrodes, which is an improvement of 470% compared to
0.44% for a control device without anti-solvents, and also
exhibits good thermal and air stability without humidity
control.57

(d) Treatment of Cs3Cu2I5 perovskites with the green anti-
solvent methyl acetate (MA) and dropping MA at the end of
the spin-coating process yielded perovskite lms with small
surface roughness and uniform smoothness, as shown in Fig. 8.
Among them, MA has the properties of low toxicity, low boiling
point (56.9 °C) and high vapor pressure (28.8 kPa), which can
increase the vapor pressure, lower the boiling point of the
RSC Adv., 2024, 14, 32370–32388 | 32377
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Fig. 7 The procedure scheme of preparing perovskite films with CB or HAc as an anti-solvent and the composition of the film before and after
each step. Phase 1: the thin film consists of colloidal precursors of photoinactive solid precursors (SnI2, FA

+ and PEA+) and liquid solvents DMSO
and DMF. Phase 2–1: the thin film consists of a solvent-complex, liquid solvents and anti-solvent (CB). Phase 2–2: the thin film consists of
a perovskite crystal nucleus, solvent-complex, liquid solvents and anti-solvent (HAc). Phase 3: crystallized perovskite film. This figure has been
reproduced from ref. 56 with permission from Royal Society of Chemistry, copyright 2023.

Fig. 8 Growth and grain growth of Cs3Cu2I5 perovskite film with/without MA, (a) without MA. (b) With MA. This figure has been reproduced from
ref. 58 with permission from Elsevier, copyright 2020.

RSC Advances Review

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

4 
O

kt
ob

a 
20

24
. D

ow
nl

oa
de

d 
on

 1
6/

10
/2

02
5 

02
:0

2:
27

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
solution, accelerate the crystallization of Cs3Cu2I5 perovskite,
and prepare Cs3Cu2I5 perovskite thin lms with uniform
morphology. The prepared Cs3Cu2I5 PSCs achieved a PCE of
15.1% and exhibited long-term air stability.58,59

Among the entire spectrum of anti-solvents discussed, the
key to achieving higher PCE in PSCs using green anti-solvents
lies in selecting the right ones and optimizing their applica-
tion procedure. When it comes to selecting green anti-solvents,
it's essential to have a deep understanding of the interplay
between the anti-solvent and the perovskite precursor material.
Recognizing that the relative solubility of precursor compo-
nents within different anti-solvents is crucial to lm formation,
when the solubility of anti-solvent and organic precursor is
high, a large amount of organic halides are also removed by
32378 | RSC Adv., 2024, 14, 32370–32388
these anti-solvents with the precursor solution, which destroys
the microstructure of the lm and leaves PbI2 that cannot be
converted into perovskite. Furthermore, we can ne-tune this
effect by adjusting the duration of the anti-solvent application
rate. Due to the irreversible change in chemical metering,
a faster dripping rate of the anti-solvent leads to higher effi-
ciency. Conversely, in cases where the solubility with the
organic precursor is low, a slower dripping rate of the anti-
solvent results in better extraction of the precursor solution. If
the dripping rate is too fast, it can lead to more residue of the
precursor solution.

Based on this principle, researchers observed that when
using a single anti-solvent, there would still be a large number
of grain boundaries formed. During the thermal annealing
© 2024 The Author(s). Published by the Royal Society of Chemistry
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stage, the residual anti-solvent in the perovskite lm would
have an adverse effect on the growth of perovskite crystals,
resulting in poor crystallinity. Additionally, organic constitu-
ents in the perovskite precursor, such as methylammonium
iodide (MAI), are prone to volatilization during annealing,
leading to the formation of PbI2 rather than the perovskite
phase. This phenomenon indicates the presence of certain Pb2+

defects, and contributes to poor lm quality and
hydrophobicity.

To tackle these challenges, researchers have experimented
with additives. The addition of additives can effectively
passivate the uncoordinated Pb2+ defects and strengthen the
ionic interactions within the perovskite structure, signicantly
improving the surface morphology of the perovskite lm and
thereby facilitating the formation of dense large-grain lms.
Currently, most of such research achievements focus on CH3-
NH3PbI3 PSCs, while there are still limited reports on FA-based
PSCs and perovskite materials doped with Cu, Sn, etc., which
require further research by relevant personnel (Table 2).
4 Green preparation of perovskite
films without anti-solvent

Although the above methods have indeed promoted the
production of perovskite lms, the need for precise control over
the timing, speed, and volume of the anti-solvent dripping oen
leads to an increase in surface defects within the perovskite
lms, subsequently compromising the PCE and stability of the
battery. To address this challenge, the green non-anti-solvent
method for fabricating perovskite lms has achieved extensive
attention.60–64 By optimizing the manufacturing process, these
physical techniques enable the production of high-quality lms
without anti-solvents or additional harmful substances, mini-
mizing surface defects and boosting the photovoltaic perfor-
mance of the cells.65–70

In fabricating perovskite lms via the green non-anti-solvent
method, the crucial aspect lies in the precise regulation of the
lm's structure, grain size, and crystallinity.71–73 Presently, the
most commonly adopted methods include two-step method, gas-
assisted techniques, high-temperature annealing, conned-space
annealing strategy, and seed-assisted. Each of these methods
boasts unique characteristics, and with their comprehensive
utilization and ongoing renement, they are anticipated to furnish
more reliable and efficient solutions for the production of PSCs.
4.1 Gas-assisted

A simple gas-assisted solution processing technique can effec-
tively address these challenges. This method facilitates rapid
solvent evaporation and promotes rapid supersaturation
precipitation, altering the nucleation and crystal growth
dynamics of perovskite during the spin-coating process. Ulti-
mately, it yields highly uniform perovskite lms composed of
densely packed single-crystal grains. Cheng et al. conducted
research on the preparation of CH3NH3PbI3 lms using a gas-
assisted method without the use of an anti-solvent, resulting
in perovskite lms with excellent substrate coverage and
© 2024 The Author(s). Published by the Royal Society of Chemistry
achieving a PCE of 17.0% for their PSCs.74,75 Furthermore,
researchers have explored the utilization of hot airow during
the perovskite nucleation phase to fabricate pinhole-free CH3-
NH3PbI3 perovskite layers. By employing hot air, they are able to
stimulate the growth of uniformly distributed nuclei, ultimately
leading to the production of pinhole-free planar perovskite
layers. Park76 et al. incorporated a heated airow into the spin-
coating process of a MAI:PbCl2 precursor solution, successfully
fabricating pinhole-free mixed-halide CH3NH3PbI3−xClx perov-
skite lms through a one-step method. The PCE of their PSCs
reached 19%.77 Peter Amalathas et al. conducted research on the
preparation of CH3NH3PbI3 lms using vapor-phase deposition
without the use of an anti-solvent. They modied the perovskite
lm deposition process by inducing the formation of an inter-
mediate CH3NH3PbI3$MACl$xCH3NH2 liquid phase through
the combined use of CH3NH2 gas treatment and MACl addi-
tives. By adjusting the incorporation of MACl additives in the
perovskite precursor solution, this intermediate liquid phase is
able to effectively control the growth of 3 mm large grains in the
CH3NH3PbI3 perovskite lms, resulting in a highly uniform
morphology and increased crystallinity.78 The PCE of PSCs
prepared by this method can reach 21.0%.79–81
4.2 High temperature annealing

Annealing serves as a crucial step in the preparation of perovskite
thin lms, where temperature control has a direct impact on the
lm's crystallinity, morphology, optoelectronic performance, and
long-term stability. The precise regulation of annealing temper-
ature is paramount in optimizing lm quality, elevating the
performance of optoelectronic devices, and advancing the
application of perovskite materials. Scientists have conducted
thorough research on the structural evolution, phase transitions,
and alterations in optoelectronic properties of perovskite lms
under various annealing temperature conditions, leveraging
systematic experimental designs and rened analytical methods.

Eperon et al. investigated the relationship between anneal-
ing temperature within the range of 90 to 170 °C and the
coverage rate of perovskite.82 Dualeh et al. explored the inu-
ence of annealing temperatures ranging from 60 to 200 °C on
the morphology of thin lms, while Xu83 et al. reported that
a low-temperature gradual annealing method is highly effective
in producing high-performance PSCs. Exposure to high
temperature for long time, perovskite lms tend to decompose
into PbI2 or residues. However, transient high temperature is
conducive to the rapid volatilization of solvents and overcome
the potential barrier of crystal phase formation.84 Kim et al.
introduced a simple process based on high-temperature short-
time annealing (HTSA) for fabricating high-performing PSCs
(see Fig. 9). Compared to perovskite lms produced through
low-temperature annealing, it provides a denser, brighter, and
larger domain size perovskite lm. The PCE of its PSCs reaches
18%.85 Moreover, the HTSA process enables the deposition of
uniform perovskite lms over a wide range, providing a poten-
tial for the scaled-up production of PSCs. In this direction,
Troughton et al. proposed a method to crystallize perovskite
lms through short-time exposure to high-intensity near-
RSC Adv., 2024, 14, 32370–32388 | 32381
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Fig. 9 (a) Schematic illustration of the annealing processes. (b–e) Surface SEM images (top view) of the perovskite films fabricated through
HTSA-100, HTSA-200, HTSA-300, and HTSA-400 and (f–i) their cross-sectional images (side view), respectively. This figure has been repro-
duced from ref. 85 with permission from American Chemical Society, copyright 2017.
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infrared radiation.86 Abate et al. employed infrared annealing
(FIRA) to synthesize CH3NH3PbI3 perovskite lms.87 The PCE of
PSCs fabricated through such methods can reach 24%.88,89
4.3 Conned-space annealing strategy (CSA)

In the CSA process, the reaction process on the sample glass
sheet can be limited to a closed space, this allows for the
controlled evaporation rate and direction of the internal
solvent, ultimately leading to the production of high-quality
perovskite lms.

Wang et al. employed a universal CSA strategy applicable to
various bandgaps of perovskites to fabricate high-quality
perovskite absorbers, featuring enlarged grain size, improved
crystallinity, and extended carrier lifetime (see Fig. 10b–d). The
principle involves orienting the surface of the intermediate-
phase perovskite lm towards a solvent-permeable cover
during the annealing process. Through a gradual solvent
32382 | RSC Adv., 2024, 14, 32370–32388
release process, a high-quality perovskite absorber layer is ob-
tained, enabling the production of efficient single-junction
PSCs (PVSCs) and all-perovskite tandem solar cells. High-
performance, low Eg mixed Sn–Pb, and translucent wide Eg
PSCs have been achieved, with PCE of 4-terminal (4-T) and 2-
terminal (2-T) all-perovskite tandem solar cells reaching up to
25.15% and 25.05% respectively.90 Deli et al. provided a feasible
and convenient method for controlling the nucleation and
growth process of perovskite grains by introducing the anneal-
ing process of perovskite lms assisted by conductive glass.
This novel annealing method does not involve any additives or
the insertion of special substrates. The optimized device effi-
ciency reached 15.77%.91 Due to the hydrophilicity of perovskite
materials, environmental humidity is an inevitable issue in the
production process of PSCs. Gao et al. deliberately designed
a novel CSA strategy that connes the space to control the
amount and direction of MACl as shown in the Fig. 10a,
maintaining evaporation rate at a low level. This method
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 10 (a) Schematic of experimental procedures for MACl-CSA films. Scheme of normal annealing, solvent annealing and CSA processes. (b–d)
Top view SEM images of mixed Sn–Pb perovskite films fabricated with normal annealing (b), solvent annealing (c) and CSA (d) processes. The
scale bar is 1 mm. (e) Mechanisms of grain growth during the CSA process. This figure has been reproduced from ref. 90 and 91 with permission
from Nature Publishing Group and Royal Society of Chemistry, copyright 2022 and 2024.
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eliminates accidental pinholes caused by MACl evaporation,
resulting in a dense FAPbI3 lm with excellent crystallinity and
stability, free of the d-phase. Finally, a perovskite solar cell with
a PCE of 17.27% was achieved in humid air.92
4.4 Seed-assisted

The seed-assisted strategy can lower the formation energy of
perovskite crystallization, making that perovskite lms is more
prone to promoted preferential growth of crystal planes, sup-
pressed impurities and improved crystallinity, providing
a strong guarantee for the high-quality perovskite lms.

Liu et al. introduced an innovative self-disintegrating seed
method, utilizing 4-uorobenzylammonium iodide (4-FBZAI) to
synthesize 2D RP perovskite (4-FBZA)2PbI4, and then incorpo-
rated (4-FBZA)2PbI4 as a seed into the PbI2 lm. During the
process of perovskite crystal growth, (4-FBZA)2PbI4 decomposes,
© 2024 The Author(s). Published by the Royal Society of Chemistry
releasing 4-FBZA+ ions that effectively eliminate residual 2D
perovskite from the 3D perovskite lm. The liberated 4-FBZA+

migrates to the perovskite interface, anchors onto the perov-
skite lattice, relieving lattice stress, passivating interfacial
defects, and enhancing hole migration. With the synergistic
action of the self-disintegrating seeds, the optimized device
achieves a PCE of 23.73%.93

The research conducted by Siraj et al. introduces a novel
method to achieve a highly stable black phase of FAPbI3, even at
temperatures signicantly below the transition point from d-
FAPbI3 to a-FAPbI3. This method involves templating the Pb–Pb
atomic spacing of 3D FAPbI3 to closelymatch the Pb–Pb spacing of
a carefully selected FA-based 2D perovskite. They broadened this
templating strategy to scalable solution-processing techniques by
incorporating prefabricated 2D perovskite seeds into the FAPbI3
precursor solution. During the lm formation, the phase-stable 2D
perovskite initializes nucleation rst due to its reduced formation
RSC Adv., 2024, 14, 32370–32388 | 32383
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Fig. 11 Design principle and proof of concept for 2D perovskite lattice templating of FAPbI3. (A) The d(011) interplanar spacing for n = 1 and FA-
based n = 2 2D perovskites with various A0 cations: PA, BA, OA, and PEA. (B) Diagram of the unit cells of FAPbI3 (left) and BA2FAPb2I7 (right). (C)
Schematics of the templated FAPbI3 drop-coating experiment. (D) Corresponding photographs of the experiment in (C) showing the three
distinct regions of the substrate: region i, BA2FAPb2I7 without FAPbI3 solution; region ii, BA2FAPb2I7 below FAPbI3 solution; and region iii, FAPbI3
solution on bare glass. (E) PL and (F) XRD of regions i–iii after 1 hour of exposure to ambient air, showing that the a-FAPbI3 was stabilized when
deposited on top of BA2FAPb2I7. a.u., arbitrary units. This figure has been reproduced from ref. 94 with permission from American Association for
the Advancement of Science, copyright 2024.
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enthalpy and stability at ambient temperatures. Serving as a seed,
the 2D structure allows the 3D perovskite to adopt the underlying
2D lattice periodicity, facilitating preferential templating of the 3D
perovskite onto the 2D phase during subsequent lm annealing.
The resulting FAPbI3 lm achieved a PCE value of 24.1% in a p-i-n
device structure with a device area of 0.5 cm2 (Fig. 11).94

Yan et al. introduced a novel heterogeneous seed-assisted
FAPbI3 crystallization strategy, induced by DAP additives, for
fabricating highly efficient inverted PSCs. In this method, the
robust interaction between 2,4-diaminopyrimidine (DAP) and
perovskite inhibits the formation of solvent-dominated inter-
mediate phases, thereby favoring the creation of DAP–FA+
32384 | RSC Adv., 2024, 14, 32370–32388
[PbI3]
− (d) heterogeneous seeds. These seeds swily transition

to the desired a-phase during the initial formation stage, greatly
aiding the subsequent crystallization process. Consequently, we
achieve a highly crystalline a-FAPbI3 lm that boasts reduced
trap density, extended carrier lifetime, and an impressive PCE
of up to 25.29%. Additionally, this method signicantly
enhances the stability of the inverted device.95
4.5 Two-step method

In the exploration of green perovskite lm fabrication tech-
niques sans antisolvents, the two-step method stands out as
a highly efficient and adaptable strategy, revealing tremendous
© 2024 The Author(s). Published by the Royal Society of Chemistry
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potential. It not only sidesteps the quality control hurdles posed
by rapid solvent evaporation and phase separation in conven-
tional methods but also enables precise tuning of lm
morphology, structure, and performance through a series of
well-dened steps. The strong nucleation control offered by the
two-step approach allows for independent manipulation of each
stage, thereby bolstering the controllability of the nucleation
process. By incorporating MAI (or alternative organic cation
halides) and facilitating their reaction with PbI2 to yield the
perovskite phase, the nucleation process can be carried out
under milder and more controllable conditions, which helps to
reduce defects and impurities during the nucleation process.

Burschka et al.96 rst used two-step method to deposit lower
TiO2 layer on transparent conductive oxide coated glass
substrate through aerosol spray pyrolysis technology, and ob-
tained a device with PCE of 15%. In the rst step of the two-step
method, the crux lies in the formation of a uniform and dense
PbI2 precursor lm on the substrate via solution spin-coating,
spray coating, or other deposition techniques. In the second
step, without the need for an anti-solvent, MAI (or other organic
cation halides) are introduced into the deposited PbI2 lm via
methods such as solution immersion, or secondary spin-
coating, and immersed subsequently into an MAI solution,
allowing for in situ formation of CH3NH3PbI3. Furthermore, the
morphology, crystallinity, and optoelectronic characteristics of
the perovskite lm can be further tailored through the incor-
poration of suitable additives or modications to the solvent
system. Yan et al.97 utilized guanidinium benzoate (GBA) as an
additive in a two-step approach, where GBA effectively blocks
the hydration pathway of perovskite at the source, enabling the
full realization of highly efficient PSCs in ambient conditions.
GBA notably eliminates perovskite vacancies, boosts the
binding energy between perovskite and H2O, and mitigates the
adverse impact of moisture on perovskite crystallization, ulti-
mately yielding devices with a remarkable PCE of 25.32%.

The two-step method necessitates meticulous control over
the evaporation rates of organic and inorganic precursors to
achieve the appropriate stoichiometry in the deposited lm.
The gas-phase assisted method can more accurately control the
content of components and the thickness of the lm, avoiding
the use of toxic solvents. It can also quickly prepare high-quality
perovskite lms at lower temperatures, reducing environmental
pollution during the preparation process. Hu et al.98 demon-
strated a simple sequential vapor deposition (SVD) method for
growing high-quality CH3NH3PbI3 thin lms, enabling all-
vapor, low-temperature fabrication of planar PSCs without
hole conductors. The nanoporous nature of the vapor-deposited
PbI2 lm possesses a large specic surface area, allowing for
easy penetration and contact with MAI vapor, thereby facili-
tating rapid andmore uniform reactions between PbI2 andMAI.
This results in a phase-pure CH3NH3PbI3 lm that is pinhole-
free, uniform, and smooth. Pérez-Gutiérrez et al. placed the
lead halide lm deposited by spin coating face-to-face with the
methylamine halide lm separated by a few millimeters. The
system was placed under vacuum and heated to sublime the
methylamine halide onto the lead halide lm. This method
allows for the deposition of uniform and dense perovskite lms.
© 2024 The Author(s). Published by the Royal Society of Chemistry
It also simplies the deposition of perovskite lms and halide
mixtures by using only two precursor materials. In addition, the
sublimation time determines the substitution and nal ratio
between halides. By selecting the appropriate sublimation time,
solar cells and LED devices can be prepared.99 Liu et al. con-
ducted a systematic study examining the effects of vapor pres-
sure, various organic salt compositions, reaction time, and post-
deposition processes on the quality of perovskite lms and
device performance. This resulted in the successful realization
of CVD-based perovskite photovoltaic devices with an inverted
structure, achieving an impressive PCE of up to 18.1%.100

5 Conclusion and prospect

Given the demands of sustainable development, the utilization
prospects exhibited by PSCs are indeed impressive. High crys-
tallinity, low defect density, and large grain sizes in perovskite
lms are crucial prerequisites for achieving high-performance
solar cells. Among the various techniques available, the ASAC
method stands out as one of the most widely utilized methods
for obtaining high-quality perovskite lms. In this article, we
initially introduce the preparation of perovskite lms, focusing
on the use of CH3NH3PbI3 as the perovskite material. Alterna-
tively, we explore modifying the organic solvent in FA-based
perovskite materials. Throughout the process, multiple green
anti-solvents are employed, and both the preparation of lms
without additives and with various additives are examined.
Subsequently, the article delves into the utilization of green
anti-solvents for the fabrication of perovskite lms, in which Sn
and other elements are employed to replace the conventionally
used Pb substrates. Notably, the batteries produced from these
lms boast impressive PCE. At the same time, the effect of
preparing PSCs without anti-solvent is also very signicant.

Pushed forward by technological innovation, the relentless
progress in materials science, chemical engineering, and
nanotechnology is anticipated to spawn the creation of even
more novel green anti-solvents. These anti-solvents will exhibit
superior environmental stability, heightened solubility capa-
bilities, and reduced toxicity levels. Additionally, the explora-
tion of perovskite materials themselves will continue to deepen,
harnessing strategies like element doping and interface engi-
neering to further elevate the photoelectric performance and
stability of perovskite lms. Collectively, these technological
advancements will propel the performance of PSCs to unprec-
edented heights. Concurrently, optimizing the manufacturing
process is crucial for achieving large-scale production and
commercialization of PSCs. This entails enhancing the auto-
mation level of the production process, reducing production
costs, improving production efficiency, and ensuring product
consistency. To address the sensitivity of green anti-solvents to
oxygen and water, more advanced encapsulation technologies
and storage methods can be developed to ensure that PSCs
maintain stable performance over extended periods. As we push
forward the development of PSC technology, it's absolutely
crucial to fully consider its environmental friendliness and
sustainability. This includes adopting even more eco-friendly
raw materials, minimizing harmful emissions during the
RSC Adv., 2024, 14, 32370–32388 | 32385
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production process, and maximizing resource utilization effi-
ciency. Additionally, we need to pay close attention to the
recycling and disposal of PSCs aer they reach the end of their
useful life, ensuring environmental protection throughout their
entire lifecycle.
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