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All-inorganic perovskites, such as CsPbI2Br, have emerged as promising compositions due to their

enhanced thermal stability. However, they face significant challenges due to their susceptibility to

humidity. In this work, CsPbI2Br perovskite is treated with poly(3-hexylthiophen-2,5-diyl) (P3HT) during

the crystallization resulting in significant stability improvements against thermal, moisture and steady-

state operation stressors. The perovskite solar cell retains B90% of the initial efficiency under relative

humidity (RH) at B60% for 30 min, which is among the most stable all-inorganic perovskite devices to

date under such harsh conditions. Furthermore, the P3HT treatment ensures high thermal stress

tolerance at 250 1C for over 5 h. In addition to the stability enhancements, the champion P3HT-treated

device shows a higher power conversion efficiency (PCE) of 13.5% compared to 12.7% (reference) with

the stabilized power output (SPO) for 300 s. In addition, the P3HT-protected perovskite layer in ambient

conditions shows B75% of the initial efficiency compared to the unprotected devices with B28% of

their initial efficiency after 7 days of shelf life.

Broader context
Metal halide perovskites have achieved a significant milestone by reaching 426% efficiency in recent years. Along with that, the remarkable stability
improvement of perovskite solar cells (PSCs) makes it of interest for industry. All-inorganic perovskite solar cells have emerged as a promising candidates due
to its robustness against heat. However, the stability against humidity remains a major concern. In this article, we use a polymeric overlayer to protect the
perovskite absorber. We demonstrate the efficacy of our approach using various stability tests under high temperature and high humidity along with direct
exposure of the perovskite films to water.

Introduction

Perovskite solar cells (PSCs) have garnered significant interest
due to their excellent optoelectronic properties and high power
conversion efficiencies (PCEs), which have increased from
3.8%1 in 2009 to 426%2 to date. The potential commercial
viability of this technology is being evaluated due to recent
advances in perovskite material, structural, and environmental
stability achieved through compositional, interfacial, and
additive engineering.3–15 While improvements have been made
in the moisture stability of organic–inorganic perovskites, con-
cerns about low thermal stability persist, particularly due to the
presence of volatile organic cations.16 This concern has led to
increased research on all-inorganic perovskites incorporating
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the cesium (Cs) cation (CsPbX3; X = I�, Br�). Recent studies have
achieved relatively high PCEs for CsPbI3

17,18 and CsPbI2Br19,20

PSCs of 19.6% and 17.8%, respectively. However, stability con-
cerns persist. To increase confidence in the principled long-term
thermal stability of PSCs, stability against extreme temperatures
4400 1C, as achievable by all-inorganic perovskites, would be an
important milestone. This could also be of potential interest for
space applications. In addition to the thermal stability traits,
demonstrating stability against moisture would be crucial in
order to verify interface engineering strategies.

At the same time, apart from thermal degradation or
chemical decomposition in a humid environment, there is also
an inherent instability of the photoactive phase of all-inorganic
perovskites at room temperature: Among the CsPbX3 perovskite
compositions, CsPbI3 (bandgap of 1.7 eV) exhibits a phase
instability at room temperature, i.e. a transition from the photo-
active black phase (a) to the photoinactive yellow phase (d).21

CsPbBr3 (bandgap of 2.3 eV), on the other hand, absorbs poorly
beyond 540 nm.22,23 As a trade-off, a mixed-halide CsPbI2Br
composition shows a lower bandgap of 1.9 eV (with Shockley–
Queisser limit of 24.7%) and better phase stability than CsPbI3,
thus positioning it as a promising candidate for thermally stable
single-junction PSCs or multijunction applications.24 While stu-
dies have shown improvements in phase stability,25–33 achieving
stability against moisture (full exposure to water) and heat
(4200 1C) remains challenging, necessitating the development
of innovative strategies to address these challenges.

In this study, we present an effective strategy to enhance the
moisture and thermal stability of the CsPbI2Br perovskite films
through polymer additive-assisted antisolvent engineering. An opti-
mized amount of poly(3-hexylthiophen-2,5-diyl) (P3HT) polymer is
introduced during the antisolvent dripping step, improving the
perovskite crystallization. Our characterizations confirm the for-
mation of a thin P3HT layer and the formation of CH3Br-organic
adduct on the surface of the perovskite film. This may also
contribute to the enhancement of the interfacial junction between
the perovskite and the HTL, leading to a device stability improve-
ment. This may stem from the reduction of dangling bonds on the
surface of the perovskite film, thus achieving a better interface.
Upon exposure to moisture at relative humidity (RH) B60% for
30 min, the devices retained 90% of their initial PCE. Additionally,
when subjected to heating at 250 1C under ambient conditions for
300 min the devices retained B50% of their initial PCE underlining
the necessity for protection against moisture. Furthermore, the shelf
life stability data demonstrates that, on average, the devices retained
B75% of their initial PCE for 7 consecutive days of measurement
under 1-sun condition. The P3HT-treated device exhibited a notable
enhancement in the fill factor (FF), 482%, compared to the
reference device (without any treatment) with a FF of 79% under-
lining the improved interface resulting from the P3HT treatment.

Results and discussions

As shown in Scheme 1, our results are based on an n–i–p stack
of indium tin oxide (ITO) glass/nanoparticle-based SnO2

electron transport layer (ETL)/CsPbI2Br film (with and without
P3HT-protection)/P3HT HTL/gold metal electrode. For the P3HT-
protected devices, varying concentrations of P3HT in chloroben-
zene (CB) are dissolved and dripped (as an antisolvent) during
the perovskite precursor spin coating step, followed by annealing
at 160 1C on a hot plate to facilitate perovskite crystallization.
This modification leads to the formation of a P3HT protection
layer at the interface between the perovskite and HTL.

For P3HT-protection layer modification, from various film
characterizations such as the X-ray diffraction (XRD) (Fig. S1,
ESI†), scanning electron microscope (SEM) top-view (Fig. S2,
ESI†), and from the device statistics (Fig. S3, ESI†) 6 mg mL�1

of P3HT-protection layer concentration was found to be the
optimum and carried on for further characterizations. From here,
for convenience, the perovskite devices and films modified with
this P3HT interlayer concentration are referred to as ‘‘P3HT-
protected’’ in comparison to the unmodified one as ‘‘unprotected’’.

To analyse the influence of P3HT-protection layer on the
perovskite layer absorbance, we carried out UV-vis absorption
measurements. The absorption spectra in Fig. 1(A) show no
change in absorbance between the unprotected and the P3HT-
protected substrates, indicating that the P3HT-protection layer
at varying concentrations does not affect the optical properties
of perovskite film (Fig. S4, ESI†). Additionally, the XRD
measurement (Fig. 1(B)) reveals major characteristic peaks at
2y = 14.61 and 29.81, corresponding to the a-phase of the
perovskite, with no traces of d-phase at B101. Interestingly,
the perovskite peak intensity is slightly higher with lower Full
Width at Half Maximum (FWHM) (Fig. S5, ESI†) for the P3HT-
protected compared to the unprotected. We posit that this is
primarily due to the formation of a better interface between the
perovskite absorber layer and the HTL by the P3HT treatment.
This additionally results in a perovskite layer with fewer
defects, leading to better crystallinity. From the SEM images
in Fig. 1(C), the unprotected film exhibits a non-flat surface
with high coverage, which transforms into a fully covered
morphology with the addition of the P3HT layer on top of it
(Fig. 1(D)). The effect of the P3HT protection over the perovskite

Scheme 1 Schematic illustration of perovskite film processing and per-
ovskite device with and without P3HT-protection layer.
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layer is further evident from the atomic force microscopy (AFM)
images for the unprotected and P3HT-protected films in
Fig. 1(G) and (H). The root mean square (RMS) roughness of
the perovskite film has decreased from 18 � 1 nm for the
unprotected to 12 � 1 nm for the P3HT-protected approach.
The improved uniformity is further verified by the surface SEM
as shown in Fig. S6 (ESI†). In comparison to unprotected
perovskite film (with an average grain size of 104 nm), the
P3HT-protected film has shown a smaller grain size of 95 nm
which is consistent with the improved interface for the P3HT
route. Photoluminescence (PL) measurements were carried
out to quantify the charge transport properties at the perovskite
and P3HT interface. As depicted in Fig. 1(E), the P3HT-
protected film shows significant PL quenching compared to
the unprotected film, suggesting fast charge extraction attribu-
table to the P3HT-protection layer compared to the unprotected
film. This is further corroborated by the time-resolved photo-
luminescence (TRPL) measurement: TRPL measurement is
performed to further understand the carrier transfer dynamics
at the perovskite/HTL interface, and the results are shown in
Fig. 1(F). The TRPL curves are fitted with the biexponential

decay function as shown in Table S1 (ESI†).

IðtÞ ¼ A1 exp � t

t1

� �
þ A2 exp � t

t2

� �
þ K

Here, A1 and A2 are the decay amplitude, t1 and t2 are the
characteristic time constants for the first and second exponen-
tial decays, respectively. K is a constant for the base-line offset.
Here we emphasize that the characteristic time constants
which are obtained from the biexponential fitting, solely repre-
sent the fitting parameters which are further used to under-
stand the PL decay for the unprotected and P3HT-proteted
films. Here during the analysis, t1 and t2 are attributed to the
characteristic decay times which are driven by factors such as,
trap states or charge extraction, but they do not necessarily
represent the charge-carrier lifetimes for the unprotected and
P3HT-protected films. Since there is no charge extraction in the
unprotected film, t1 represents the recombination in trap
states. Where as in the P3HT-protected film the decay time is
dominated more by the charge extraction rather than the trap
states. As charge extraction does not lead to radiative recombi-
nation, therefore the PL yield is reduced for the P3HT-protected

Fig. 1 (A) UV-Vis absorption spectra of unprotected film and P3HT-protected film, (B) XRD spectra (C) and (D) surface and cross-sectional SEM images,
(E) steady-state PL spectra, (F) TRPL spectra, (G) and (H) AFM images of the unprotected and P3HT-protected films, (I) and (J) XPS measurement of Cs (4d)
Br (3d) at 520 eV, 880 eV and 1486.5 eV for the unprotected film and P3HT-protected film.
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film compared to the unprotected film as observed by the
steady-state PL measurement. Although the decay curve t1 for
the P3HT-protected film does not prove that the charge carriers
are extracted, it is the most probable mechanism since other-
wise the fast decay would mean the loss of carriers in trap
states. As a result, this would lead to a non-functioning device,
which is not the case in our study. Faster charge extraction as
well as reduced trap-induced non-radiative recombination in
the interface suggests that a better interface can be obtained
by incorporating a P3HT interlayer, thereby improving charge
transport properties and device performance. We employed
both laboratory and synchrotron XPS methods for surface-to-
bulk chemical analysis (Fig. 1(I) and (J)) to realize the effect of
the protection layer over the perovskite surface. Unlike the
unprotected perovskite films, a distinct peak at B71.9 eV is
observed along with the Br3d (69.0 eV) and Cs3d (76.2 eV) in the
XPS spectra of P3HT-protected perovskite films, with higher
intensity at lower photon energy, indicating surface phenom-
ena. This peak likely originates from an organic adduct, such as
–CH3Br, formed from the reaction between P3HT’s –C6H13 side

chain and excess Br during perovskite layer formation.34 The
surface-bound adduct potentially reduces dangling bonds from
undercoordinated lead atoms, thereby decreasing surface
recombination and enhancing interfacial charge transport
and stability. For the work function (WF) analysis and corres-
ponding binding energies (C1s, Pb4f, S2p, I3d) please refer to
Fig. S7 (ESI†). We have also analysed the depth profile between
the perovskite and the P3HT layer via the time of flight
secondary ion mass spectrometry (ToF-SIMS) measurements
(Fig. S8, ESI†). The ToF-SIMS measurement shows that the
overall layer depth of the perovskite composition remains the
same. The increase in the amount of lead at the surface may
stem from the matrix effect. Notably, the presence of sulphur in
the form of –SCH+ species and the hydrocarbon chain (C6H6)
was exclusively observed at the P3HT-protected surface.
Additionally, a signal from a [PbOSCH]+ cluster on the surface
of the P3HT-protected perovskite layer is observed as reported
in Fig. S8 (ESI†). Thus, the interaction between Pb2+ and SCH+

on the surface appears to reduce the non-radiative recombina-
tion as well as improved stability.

Fig. 2 XRD pattern of (A) unprotected and (B) P3HT-protected perovskite films under 60% humidity conditions, (C) and (D) unprotected and P3HT-
protected perovskite films under thermal stress.
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In addition to the phase stability, one of the main hurdles
for the all-inorganic perovskite is stability against high tem-
perature and humidity. Therefore, we have investigated the
stability improvement of the perovskite films under different
conditions, such as high humidity (B60%), high thermal stress
of 250 1C, and by dipping the perovskite films in water. For the
humidity test, the structural stabilities of the unprotected and
P3HT-protected perovskite films were evaluated using the XRD
measurements, and the results are shown in Fig. 2(A) and (B),
respectively. For fresh samples, the XRD measurements are
performed directly after the deposition for both the unpro-
tected and P3HT-protected films. To test the stability of per-
ovskite films (unprotected and P3HT-protected) against
humidity, the XRD measurement was carried out after aging
for 30 min (with 10 min time intervals) in a closed controlled
chamber with RH B 60%. As can be seen in Fig. 2(A), for the
unprotected films, after aging for 10 min in RH B60%, the XRD
pattern shows the appearance of the d-phase peak at 2y = 10.61
indicating the degradation of the perovskite black phase. The
XRD peak intensity of d-phase increases with further aging.
After 30 min of aging, the a-phase of the perovskite deteriorates
completely as the peak at 2y = 14.61 significantly reduces and a
strong intense peak corresponding to the degraded yellow

phase appears. On the other hand, for the P3HT-protected
perovskite film, the XRD pattern shows negligible change in
the XRD peak intensity at 2y = 14.61 and 29.81, implying
enhanced stability. Furthermore, it is worth noting that only
a minimal amount of the d-phase forms after a 30 min aging
period, as shown in Fig. 2(B). Along with the d-phase peak, the
formation of the PbI2 peak also emerges at 2y = 12.61 for the
unprotected devices with aging. However, in the case of
the P3HT-protected films, the formation of the PbI2 peak is
negligible even after 30 min of aging. The slower formation of
the d-phase and PbI2 peak at RH B 60% emphasizes the
improved perovskite stability and film quality attributed to
the presence of the P3HT-protection layer. This improvement
is further supported by the contact angle measurement under
ambient conditions as shown in Fig. S9 (ESI†). The unprotected
film shows contact angle of 14.71, implying a more hydrophilic
surface, where the P3HT-protected surface is more hydrophobic
with a contact angle of 93.71.

For the thermal stability tests, the XRD is recorded by
exposing the unprotected and P3HT-protected films to 250 1C
under ambient humidity conditions. The results are shown in
Fig. 2(C) and (D), respectively. Under high thermal stress, the
unprotected perovskite films transform from the photoactive

Fig. 3 (A) Water dipping test for the unprotected film, (B) XRD pattern of the unprotected film after water exposure, (C) Water dipping test for the P3HT-
protected film, (D) XRD pattern of the P3HT-protected film after water exposure.
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black phase to the photoinactive yellow phase while the P3HT-
protected perovskite film shows a stable black phase even after
300 min of exposing to high temperature.

To access the stability enhancement through the P3HT
interface engineering, we have conducted the water dipping
test on the films. Fig. 3(A) and (C) show the effect of P3HT-
protection layer when dipped in water compared to the unpro-
tected. Fig. 3(B) and (D) show the XRD pattern for the unpro-
tected and P3HT-protected films respectively after dipping in
water. The P3HT-protected film has retained the perovskite
layer for more than 30 s without significant change in the
colour compared to the unprotected which has shown a rapid
colour change from brown to yellow after 5 s submersion in
water. This observation is supported by the corresponding XRD
plots. Upon water dipping, the unprotected film (Fig. 3(B))
exhibited a d-peak at 10.61 and a PbI2 peak at 12.61 immedi-
ately, with a degraded perovskite peak at 14.61. After 10 s, the
unprotected film shows complete degradation with a highly
intense PbI2 peak. In contrast, the P3HT-protected film, after
5 s of dipping, displays only a negligible amount of degradation
with a small amount of PbI2 peak while maintaining a strong
intense perovskite peak at 14.61, indicating the additional
stability provided by the P3HT interlayer (Fig. 3(D)). Continued
water exposure led to a gradual degradation of the perovskite
peak after 30 s for the P3HT-protected film, accompanied by the
appearance of the PbI2 peak at 12.61 and the d-peak. This
indicates that the incorporation of the P3HT-protection layer
during the perovskite crystallization plays a significant role in

providing additional stability to the perovskite layer by shield-
ing it from exposure to water molecules.

The device processing is outlined and explained in
Scheme 1. Fig. 4(A)–(D) represent the device statistics and
shows a significant increase in all the device parameters
especially in the FF. The unprotected PSCs show an average
short-circuit current (JSC) = (12.5 � 0.5) mA cm�2 (n = 38), open-
circuit voltage (VOC) = (1.13 � 0.03) V, and FF = (73.0 � 5.0)%
and PCE of (11 � 1.7)% where the P3HT-protected devices show
an average JSC = (13.5� 0.8) mA cm�2 (n = 44), VOC = (1.15 � 0.6)
V, FF = (79 � 2.0)% and PCE of (11 � 2.3)%. Fig. 4(E) shows the
best-performing current density–voltage (J–V) characteristic
curves of the unprotected and P3HT-protected devices (mea-
sured in a reverse scan) along with the stabilized power output
(SPO) measurement over 300 s under 1-sun illumination. The
best-performing device parameters for unprotected and P3HT-
protected devices are presented in Table 1.

The significant FF improvement is likely due to the
enhanced interfacial connection between the perovskite and
the HTL via the P3HT-protection layer, as well as reduced
surface recombination. In addition to the FF, there is also a
slight increase in the photocurrent for the devices with the
P3HT-protection layer (14 mA cm�2), aligning well with the JSC

(13.6 mA cm�2) obtained from the external quantum efficiency
(EQE) measurement, as shown in Fig. S10 (ESI†), implying
excellent hole transport capability via the P3HT protection
and emphasizing the role of charge transport layer in
enhancing the JSC.35 Additionally, to explore the impact of the

Fig. 4 (A)–(D) Device statistics (n = 38) of the unprotected and P3HT-protected devices (n = 44) for Jsc, Voc, FF, and PCE, (E) J–V curves for the best
performing unprotected and P3HT-protected device along with the stabilized power output (SPO) of the respective devices, (F) shelf life stability of the
unprotected and P3HT-protected devices over 7 days of J–V measurement, (G) device statistics for the unprotected and P3HT-protected at RH B 60%,
(H) device statistics for the unprotected and P3HT-protected under thermal stress of 250 1C.
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P3HT-protection layer in the presence of another HTL, devices
were fabricated using spiro-MeOTAD as the HTL, as illustrated
in Fig. S11 and S12 (ESI†). In addition, the device stability test
has been performed under 80 1C for the P3HT-protected devices
and unprotected devices (with P3HT or, spiro as HTL) as shown
in Fig. S13 (ESI†). The stability test is performed in ambient
condition for 450 mins retaining 490% of the PCEInitial and in
N2 condition for 100 h retaining B80% of the PCEInitial for the
P3HT-protected devices. However, the overall device perfor-
mance is notably superior when using P3HT as the HTL with
the P3HT-protection layer. Fig. 4(F) represents the shelf life
stability of the unprotected and P3HT-protected devices over
7 days of measurement in ambient humidity conditions. P3HT-
protected devices have retained B75% of their initial PCE,
while the unprotected devices retain only B28% of their initial
value. To further understand the effect of stability on the device
performance, we have fabricated CsPbI2Br devices based on
unprotected and P3HT-protected films under RH B60%. P3HT-
protected perovskite films retained B90% of the initial PCE
while the unprotected devices completely degraded after the
aging test as shown in Fig. 4(G). This corroborates the XRD
pattern (Fig. 2(A) and (B)) and signifies the importance of the
P3HT-protecttion layer to enhance the stability of the inorganic
perovskite against high humidity atmosphere. To understand
the prolonged stability of P3HT-protected perovskite thin films,
we fabricated devices with perovskites exposed to 250 1C and
performed the thermal J–V measurements in Fig. 4(H). As can
be seen, the aged P3HT-protected device still retained more
than 50% of its initial PCE after aging for 300 min whereas for
the unprotected devices, the average PCE decreased to less than
25% after the thermal aging test. These results correspond well
with the thermal XRD data as shown earlier in Fig. 2(C) and (D)
followed by gives us a strong implication on the stability
improvement with the P3HT-protection layer under robust
conditions and stress factors. The role of P3HT-protection layer
is further tested over devices with spiro HTL at RH B 60% (for
30 min) and temperature at 80 1C (for 300 min) as shown in S14
(ESI†). The devices with P3HT-protection showed extensive
stability where under both conditions the unprotected devices
rapidly degraded, implying the efficacy of the interface engi-
neering strategy over other HTM.

Conclusion

Our study develops an interface strategy for enhancing the
stability of the all-inorganic perovskite composition (CsPbI2Br).

The deposition of a thin P3HT-protection layer between the
perovskite and the hole transport layer proved to be instru-
mental in improving the film morphology and crystallinity as
evident from the SEM and XRD analyses, respectively. ToF-SIMS
studies reveal the presence of P3HT layer only on top of the
perovskite layer with no traces in the bulk. XPS analysis, along
with the PL and TRPL results, shows a significant reduction in
surface recombination and overall enhancement in the inter-
facial charge transport properties and FF up to 82.2%. XRD
tests under humidity (RH B 60%) demonstrate a significant
slowdown in the a- to d-phase transition for the P3HT-protected
films which is reflected in the device performances, retaining
a 90% of their original PCE. Thermal XRD tests at 250 1C,
supported by device performance under similar conditions,
show the P3HT-protected devices retain more than 50% of
their initial PCE value upon 300 min of the aging test. The
water dipping test provides clear evidence of the homogeneous
surface coverage achieved through P3HT interface strategy,
resulting in a more stable perovskite absorber layer. Our findings
present an effective route to enhance the stability of the
CsPbI2Br perovskite solar cells against moisture and high tem-
perature, which are among the main stability challenges for
perovskites.
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Table 1 Measured PV parameters for the best-performing unprotected and P3HT-protected devices

Device JSC (mA cm�2) VOC (V) FF (%) PCE (%)

Unprotected 13.6 1.17 79.6 12.7
Average photovoltaic parameters 12.5 � 0.5 1.13 � 0.03 73.0 � 5.0 11 � 1.7
Median 12.55 1.15 73.31 11.00
P3HT-protected 14.0 1.17 82.2 13.5
Average photovoltaic parameters 13.5 � 0.8 1.15 � 0.6 79 � 2.0 11 � 2.3
Median 13.31 1.16 78.30 12.23
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