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A carbon cathode for lithium mediated
electrochemical ammonia synthesis†

Craig Burdis, ab Romain Tort,b Anna Winiwarter,a Johannes Rietbrock,a

Jesús Barrio, b Maria Magdalena Titirici b and Ifan E. L. Stephens *a

To introduce the potential for tuneability of the cathode in lithium

mediated ammonia synthesis, we report a carbon cathode which

produces ammonia at a faradaic efficiency of 37%. This provides a

basis to optimise properties of carbon electrodes to achieve high

current densities and faradaic efficiencies.

Introduction

Ammonia is a vital chemical that is primarily used to produce
fertilizer for agriculture, but also has uses in the chemical
industry as a commodity chemical.1,2 Globally, more than
180 million metric tons of ammonia are produced annually
by the Haber–Bosch process3 which is responsible for around
1% of global carbon dioxide emissions and requires large,
centralized facilities to be operated continuously. Developing
an alternative process to produce ammonia with less environ-
mental impact and in localizable devices would enable on-site
and on-demand production that can be coupled to the ever-
growing renewable energy sector. Alkali-metal mediated elec-
trochemical processes, predominantly the lithium mediated
system has proven to be the best candidate for activating
dinitrogen (N2) since its revival in 2019.4 Initially developed
by Tsuneto et al. in the 1990’s,5 the system relies upon in situ
electrodeposition of lithium metal from a lithium-based
organic electrolyte, usually onto a metal working electrode.5

In conjunction with lithium metal, a solid electrolyte inter-
phase forms which moderates the access of reagents to enable
selective N2 reduction.6,7

Vast improvements in the Faradaic efficiencies of lithium
mediated N2 reduction have resulted primarily from research
focused on optimising the electrolyte8–13 or employing more

industrially relevant cells such as a flow cell with gas diffusion
electrodes.12,14,15 There have been a limited number of studies
focused on the cathode material, most employ metal electrodes
such as molybdenum9,10 or stainless steel.12,14 These electrodes
exhibit low current density and electrochemical performance in
terms of yield rate (nmol s�1 cmgeo

�2) towards ammonia due to
their low surface area. In the state-of-the-art flow cell, the
cathode is commonly stainless steel mesh which is also limited
by its low surface area. A recent study by Li et al.12 achieved
60 mA cmgeo

�2 in a flow cell by employing a high surface area
gas diffusion electrode which produced ammonia with a far-
adaic efficiency of 67%.12 The synthesis of such cathode
materials, however, requires deposition of high surface area
copper on to the stainless steel substrate. Copper is highly
susceptible to corrosion in an ammonia rich environment,
which may cause issues at high ammonia production rates.16

Carbon electrodes, both commercial and homemade, are
commonplace in many electrochemical processes such as
aqueous electrocatalysis17–20 and battery technologies.21–24

Carbon electrodes exhibit many favourable properties namely
conductivity, high surface area, tunability and porosity.25
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Broader context
Finding an alternative to the centralized and highly polluting Haber
Bosch process for ammonia production could be a key step in decarbo-
nization of the fertilizer industry; moreover, green ammonia has potential
to be implemented as a carbon-free fuel. At the forefront of these efforts is
the lithium mediated system, which has exhibited significant improve-
ments in performance in terms of Faradaic efficiency and stability. There
have however been a limited number of studies towards developing
the cathode material, specifically efforts towards tuneable high surface
area electrodes. Herein we employ a carbon gas diffusion layer as an
alternative to stainless steel which paves the way towards these electrode
goals. The Faradaic efficiency was improved from 17% � 0.5% to 37% �
4.5% by optimising the current density and ethanol concentration. This
work opens the door to future optimisation of the carbon cathode to
achieve high faradaic efficiency at higher, more industrially relevant
current density.
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Several battery technologies employ carbon electrodes, most
commonly lithium-ion batteries which store energy via inter-
calation of lithium ions into graphitic carbons.23,26,27 However,
carbon has not been successfully employed in a flow cell for
lithium mediated ammonia synthesis. Carbon’s ability to inter-
calate lithium can be likened to metals alloying with lithium.
The alloying of lithium with a metal is a descriptor established
by Tsuneto et al.5 to screen electrode materials, who suggested
that metals which alloy with lithium (aluminium and lead)
would prevent lithium from activating N2.5 Translating this to
carbon materials, the intercalation of lithium should prevent the
reduction of N2 and production ammonia. In this assessment,
the authors did not consider that the alloying energy is not
constant with varying degree of lithiation.

In recent years, there has been increasing interest in lithium
metal batteries which utilize lithium plating as an energy
storage mechanism.28 For lithium-metal battery applications,
Zhao et al. employed a commercial carbon gas diffusion layer as
a host for dual-charge storage by lithium intercalation and
plating.28 Plating occurred on the carbon electrode once the
material was saturated with intercalated lithium.28 These
results suggest the potential application of carbon materials
as cathodes in the lithium mediated system, due to carbon’s
ability to plate lithium, although it is expected that there would
be efficiency losses due to intercalation. An ideal carbon
electrode for nitrogen reduction would behave similarly to one
suited to lithium metal batteries, it should facilitate lithium
plating. Carbon can also be used in batteries to protect copper
electrodes from corrosion caused by electrolyte impurities such
as hydrofluoric acid,29,30 meaning that carbon will be suitable
for long-term nitrogen reduction.

Herein, we demonstrate that carbon can be used as a gas
diffusion electrode for lithium mediated ammonia synthesis
as a result of lithium plating occurring once the carbon is
saturated with intercalated lithium (Fig. 1). We employed a

commercial carbon gas diffusion layer (Freudenberg H15) as
the cathode in a flow cell and assessed the performance across a
range of current densities (�6 mA cmgeo

�2 to �60 mA cmgeo
�2)

and ethanol concentrations (0.25 vol% to 1.0 vol%).

Results

Freudenberg H15 was selected for this study due to the absence
of a PTFE coating and microporous layer; we did not expect
either of these features to be beneficial in a non-aqueous
electrolyte. Freudenberg H15 was also found to have suitable
physical properties for use in the flow cell, such as sufficient
compressive strength and suitable flexibility. Other commercial
carbon gas diffusion layers did not fulfil these physical require-
ments for the current flow cell design, see Text S2.1 (ESI†).
Experiments, unless otherwise stated, were conducted in the
electrolyte developed by Li et al.12 (1 M LiBF4 in diglyme with
varying EtOH concentrations). A flow cell with a working area of
4 cm2 was employed with a Freudenberg H15 cathode, Pt wire
pseudo reference electrode and PtAu anode (synthesized as
reported by Fu et al.14). Fixed time current pulses were applied,
for example: �6 mA cmgeo

�2 was applied for 30 seconds, then 0
mA cmgeo

�2 for 120 seconds. Increases in current density were
matched with a reduction in the time of pulses and rests,
applying the same multiplication factor (see Table S4.1 for
pulsing conditions, ESI†).

Freudenberg H15 will herein be referred to as the carbon
cathode, which exhibited notable differences in the electro-
chemical responses compared to the state-of-the-art stainless
steel mesh (Fig. 2). During the linear sweep voltammetry, there
is a significant current response at a potential positive of what
is expected for lithium plating (around �3 V vs. Pt) (Fig. 2a).
We have attributed this to lithium intercalation, which is
comparable to battery literature.31 The potential response of
the carbon cathode (Fig. 2c) during current pulsing differs from
the response of the stainless steel mesh cathode (Fig. 2b) due
to lithium intercalation. Whilst the potential of the stainless
steel cathode remains constant around �3 V vs. Pt wire, the
carbon cathode potential begins higher and then decreases as
more charge is passed which correlates to more lithium
intercalating.21,28 As intercalation proceeds, the lithium con-
tent in the carbon increases—resulting in a material more
closely resembling lithium metal—thus shifting the potential
towards that of lithium metal/plating. The potential of the
carbon cathode then plateaus after about 60 minutes, suggest-
ing full saturation of the carbon cathode with lithium; see S2.4
(ESI†) for discussion of this assignment. Subsequently, lithium
is most likely plated onto the surface of the electrode, as the
recorded potential suggests.31–35

Under the conditions established by Fu et al.14 (�6 mA cmgeo
�2

with 0.25 vol% EtOH), the carbon electrode produced ammonia
at 17% � 0.5% Faradaic efficiency. Argon blank experiments
verified the source of the ammonia was from the input N2

gas. In an industrial setting, where devices would be opera-
tional for significantly longer periods of time, the efficiency

Fig. 1 Schematic showing a flow cell for lithium mediated ammonia
synthesis with a carbon cathode. The mechanism of lithium plating onto
a carbon cathode is highlighted as well as the benefits of employing a
carbon cathode.
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losses associated with intercalation would become negligible.
To corroborate this point and verify that the initial phase of the
electrochemistry (where the potential of the carbon cathode
decreases) does not contribute to the ammonia produced,
we conducted a short-term experiment. The experiment was
stopped before the potential plateaued, after 23 Coulombs had
passed (Fig. S3.2, ESI†) and no ammonia was produced during
this experiment. This supports the notion that the initial phase
is due to intercalation, which does not contribute to ammonia
production. As such, if we can neglect the charge passed during
the initial charge (20 Coulombs) from the Faradaic efficiency
calculation we can deduce that the Faradaic efficiency to NH3 in
the following 20 coulombs would be as high as 24%.

Due to the carbon cathode having a higher surface area than
the stainless steel mesh employed by Fu et al.,14 we expected
that the optimal operating geometric current density would be
higher for carbon. The complexity of the system and interplay
between multiple parameters (current density, pulsing condi-
tions and ethanol) results in a large space to be explored to
optimise the Faradaic efficiency. We have conducted a preli-
minary screening of these conditions by operating at various
current densities, pulse durations and ethanol concentrations.
By varying these parameters, significant improvements in
Faradaic efficiency were measured of up to 37% Faradaic
efficiency at �18 mA cmgeo

�2 and 0.40 vol% EtOH (Fig. 3).
These results highlight that further studies could engender
significant improvements in Faradaic efficiency by optimising
these operating conditions. However, at increased current
densities with the PtAu anode employed, solvent oxidation
occurs which will hinder the ammonia production.

The presence of water in lithium mediated ammonia syn-
thesis has previously been shown to have a significant impact
on the Faradaic efficiency.10,12 By drying the carbon cathode
overnight (o40 mbar, 40 1C), a significant increase in Faradaic
efficiency was measured; from 17% � 0.5% to 37% � 4.5% at
�6 mA cmgeo

�2 with 0.25 vol% EtOH. An extended experiment
(28 hours, 485C, S3.3, ESI†) under these conditions produced an
average of 567 mmol � 67 mmol (10.2 mg � 1.03 mg, S4.5, ESI†)

ammonia from two independent measurements with an average
of 33.5% � 3.5% Faradaic efficiency, negating the requirement
for isotopically labelled experiments. Drying the carbon cathode
also resulted in an increased proportion of ammonia produced
in the gas phase, up to 50%. Understanding the cause for these
preliminary findings will be the focus of future work.

Outlook

Herein, we reported the first instance of a carbon electrode
being used in a flow cell for lithium mediated ammonia
synthesis at a maximum Faradaic efficiency of 37% � 4.5%
(�18 mA cm�2). We observed that the current density and

Fig. 2 Electrochemistry data for carbon cathode in a flow cell: Cathode – Freudenberg H15, Pseudo-reference electrode – Pt wire, Anode –
electrodeposited PtAu on stainless steel mesh; one-compartment flow cell, electrolyte flowing at 3 mL min�1, N2 flowing to the cathode at 30 mL min�1,
H2 flowing to anode at 30 mL min�1; Potentials shown are not corrected for iR drop; 1 M LiBF4 in diglyme with 0.25 vol% EtOH. (a) Linear sweep
voltammetry comparing stainless steel cathode and carbon cathode; 20 mV s�1 scan rate in negative direction from OCV. (b) Current pulsing with
stainless steel mesh cathode; �6 mA cmgeo

�2 for 30 seconds then rest at 0 mA cmgeo
�2 until the potential reached �2.7 V vs. Pt. (c) Current pulsing with

carbon cathode; �6 mA cmgeo
�2 for 30 seconds then rest at 0 mA cmgeo

�2 for 120 seconds.

Fig. 3 Contour plot showing the Faradaic efficiency (colour) of a carbon
cathode in lithium mediated ammonia synthesis under varying current
density (x-axis) and ethanol concentration (y-axis). Cathode – Freuden-
berg H15, pseudo-reference electrode – Pt wire, anode – electrodepos-
ited PtAu on stainless steel mesh; one-compartment flow cell; electrolyte
flowing at 3 mL min�1; N2 flowing to the cathode at 30 mL min�1; H2

flowing to anode at 30 mL min�1; 1 M LiBF4 in diglyme with varying EtOH
concentration; varying current density pulsing.
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associated reaction conditions (ethanol concentration and
pulsing conditions) strongly influence the Faradaic efficiency.
To operate at higher current density, the surface area of the
anode must be increased which could be done by employing
platinum on high surface area carbon powders.

We have provided the basis for developments in tuneable,
high surface area electrodes to achieve high current densities
and Faradaic efficiencies. Furthermore, an alternative gas diffu-
sion electrode to stainless steel mesh has been presented which
can itself be easily tuned for the reaction requirements or inspire
research into other commercial or homemade carbon gas diffu-
sion layers. There are several established deposition techniques
for depositing catalysts onto carbon gas diffusion layers and we
foresee that these methods would allow for increased current
densities. Understanding the role of the structure and chemistry
of this new class of cathode materials presents many opportu-
nities for further research.

Future work should focus on tuning the properties of carbon
electrodes, such as heteroatom content36,37 to increase the lithio-
philicity and therefore propensity to plate lithium,37 or degree
of graphitisation to reduce the energy losses caused by inter-
calation.38 Understanding the mechanism of suitable lithium
deposition would lend itself to developing a structure–function
relationship and therefore a more suitable carbon electrode.
Carbon electrodes may exhibit higher Faradaic efficiencies in
alternative chemistries, such as calcium.39,40 Therefore, beyond-
lithium electrolytes as well as lithium-based electrolytes will be
used to develop the ideal carbon electrode.

Methods

Experiments were conducted in a flow cell with a working area of
4 cm2 and an electrolyte of 1 M LiBF4 in diglyme with varying
ethanol concentrations (0.25–1.0 vol%). The electrodes were a
Freudenberg H15 cathode, Pt wire pseudo reference electrode
and PtAu anode (synthesized as reported by Fu et al.14 see S1.3
for experimental details, ESI†). The electrolyte was continuously
flowed at 3 mL min�1, N2 flowed to the cathode at 30 mL min�1

and H2 flowed to the anode at 30 mL min�1. Current pulsing
was employed, the standard pulses were 30 seconds at
�6 mA cmgeo

�2, then 0 mA cmgeo
�2 for 120 seconds; changes

in current density were matched with reduction in pulse para-
meters with the same multiplication factor. 80 Coulombs were
passed during the current pulsing in all experiments. Detailed
explanations of the experiments undertaken can be found in
the ESI.†
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and S. Thiele, J. Power Sources, 2017, 351, 145–150.

18 K. B. Hatzell, M. B. Dixit, S. A. Berlinger and A. Z. Weber,
J. Mater. Chem. A, 2017, 5, 20527–20533.

19 X. Hu, L. Y. Dong, Y. Q. Ren, W. C. Li, M. Oschatz, G. P. Hao
and A. H. Lu, ACS Appl. Nano Mater., 2023, 6, 9495–9505.

20 M. Shalom, S. Gimenez, F. Schipper, I. Herraiz-Cardona,
J. Bisquert and M. Antonietti, Angew. Chem., 2014, 126,
3728–3732.

21 Z. Guo, Z. Xu, F. Xie, J. Jiang, K. Zheng, S. Alabidun,
M. Crespo-Ribadeneyra, Y. S. Hu, H. Au and M. M. Titirici,
Adv. Mater., 2023, 35, 2304091.

22 Y. Chen, F. Li, Z. Guo, Z. Song, Y. Lin, W. Lin, L. Zheng,
Z. Huang, Z. Hong and M. M. Titirici, J. Power Sources, 2023,
557, 232534.

23 J. Xu, X. Wang, N. Yuan, B. Hu, J. Ding and S. Ge, J. Power
Sources, 2019, 430, 74–79.

24 S. Prykhodska, K. Schutjajew, E. Troschke, L. Kaberov,
J. Eichhorn, F. H. Schacher, F. Walenszus, D. Werner and
M. Oschatz, Energy Adv., 2024, 3, 1342–1353.

25 T. X. Huong Le, M. Bechelany and M. Cretin, Carbon, 2017,
122, 564–591.

26 Y. X. Yao, C. Yan and Q. Zhang, Chem. Commun., 2020, 56,
14570–14584.

27 J. Asenbauer, T. Eisenmann, M. Kuenzel, A. Kazzazi, Z. Chen
and D. Bresser, Sustainable Energy Fuels, 2020, 4, 5387–5416.

28 T. Zijian Zhao, W. M. Dose and M. F. L. De Volder, Batteries
Supercaps, 2022, 5, 1–8.

29 L. Guo, D. B. Thornton, M. A. Koronfel, I. E. L. Stephens and
M. P. Ryan, J. Phys. Energy, 2021, 3, 032015.

30 M. Zhao, D. H. Dewald, R. F. Lemke and J. R. Staniewicz,
J. Electrochem. Soc., 2000, 147, 3983.

31 W. Mei, L. Jiang, C. Liang, J. Sun and Q. Wang, Energy
Storage Mater., 2021, 41, 209–221.

32 X. Lu, M. Lagnoni, A. Bertei, S. Das, R. E. Owen, Q. Li,
K. O’Regan, A. Wade, D. P. Finegan, E. Kendrick, M. Z. Bazant,
D. J. L. Brett and P. R. Shearing, Nat. Commun., 2023, 14, 5127.

33 C. Uhlmann, J. Illig, M. Ender, R. Schuster and E. Ivers-
Tiffée, J. Power Sources, 2015, 279, 428–438.

34 T. Gao, Y. Han, D. Fraggedakis, S. Das, T. Zhou, C. N. Yeh,
S. Xu, W. C. Chueh, J. Li and M. Z. Bazant, Joule, 2021, 5,
393–414.

35 R. Chen, S. Miao, Y. Jia, X. Zhang, J. Peng, K. Zhang, F. Wu,
J. Zhao, Z. Li and W. Cai, RSC, 2024, 12, 33427–33447.

36 Z. Zhou, T. Liu, A. U. Khan and G. Liu, Mol. Syst. Des. Eng.,
2020, 5, 153–165.

37 Y. Wang, J. Tan, Z. Li, L. Ma, Z. Liu, M. Ye and J. Shen,
Energy Storage Mater., 2022, 53, 156–182.

38 P. J. F. Harris, J. Mater. Sci., 2013, 48, 565–577.
39 R. Tort, A. Bagger, O. Westhead, Y. Kondo, A. Khobnya,

A. Winiwarter, B. J. V. Davies, A. Walsh, Y. Katayama, Y.
Yamada, M. P. Ryan, M.-M. Titirici and I. E. L. Stephens,
ACS Catal., 2023, 14513–14522.

40 X. Fu, V. A. Niemann, Y. Zhou, S. Li, K. Zhang, J. B. Pedersen,
M. Saccoccio, S. Z. Andersen, K. Enemark-Rasmussen,
P. Benedek, A. Xu, N. H. Deissler, J. B. V. Mygind, A. C.
Nielander, J. Kibsgaard, P. C. K. Vesborg, J. K. Nørskov, T. F.
Jaramillo and I. Chorkendorff, Nat. Mater., 2024, 23, 101–107.

Energy & Environmental Science Communication

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

0 
M

ac
hi

 2
02

5.
 D

ow
nl

oa
de

d 
on

 1
9/

10
/2

02
5 

01
:5

1:
20

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4ee05669h



