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ssed metal-oxide:polymer
interlayer improves the perovskite photodetector
response speed, dark current, and stability†

Carlo A. R. Perini, *a Giorgio Ferrari,b Juan-Pablo Correa-Baena, ac

Annamaria Petrozza d and Mario Caironi *d

Metal halide perovskites (MHPs) are a promising class of solution processable materials for visible and near-

infrared imaging, combining performances nearing those of commercial silicon detectors with a simpler

processing. However, MHP photodiodes may suffer from poor stability, while challenges related to the

thickness and uniformity of the interlayers used complicate deposition and reproducibility, often requiring the

use of thermal evaporation. Here, we introduce a solution processable mixed electron transport layer (ETL)

composed of zinc oxide (ZnO) nanoparticles blended with poly[(9,9-bis(30-(N,N-dimethylamino)propyl)-2,7-

fluorene)-alt-2,7-(9,9-dioctylfluorene)] (PFN). This hybrid interlayer combines the advantages of both metal

oxide and organic transport layers, enabling fast, low-noise MHP photodiodes with promising stability, low

hysteresis, and improved reproducibility. The mixed interlayer enables a dark current of 2.1 × 10−8 A cm−2 at

−1 V bias, a white noise background below 6.5 × 10−14 A Hz−1/2 at −0.1 V, and an apparent specific

detectivity of about 1012 Jones in the visible range. The device achieves a cutoff frequency (f−3dB) of 2.1 MHz

for an area of 1.51 mm2, limited by its series resistance and capacitance, with further improvements possible

through area reduction. Moreover, the ZnO:PFN interlayer enhances device shelf-life stability, maintaining

nearly unchanged dark current over 570 days of aging. This work demonstrates the potential of mixed metal

oxide–polymer interlayers for advancing MHP photodiodes toward practical, high-performance applications.
Broader context

Metal halide perovskites (MHPs) are leading materials for next-generation optoelectronics. However, MHP devices are limited by poor long-term stability and
inefficient charge carrier extraction. Stability and charge collection can be improved via design of charge selective layers used to interface the MHP layer.
Therefore, identifying suitable charge transport layers is crucial for advancing MHP optoelectronics. Among optoelectronic devices, photodetectors are the most
impacted by the choice of transport layers. Photodetectors are devices that convert light into electricity, essential for applications such as communication,
sensing, energy harvesting, and imaging. In this work, we introduce in a MHP photodetector an electron transporting layer (ETL) where metal oxide nano-
particles are mixed with an organic polymer. The mixed interlayer combines the advantages of organic and inorganic ETLs, enabling efficient electron transport,
reduced non-radiative carrier recombination, improved rectication, long shelf-life, and improved reproducibility with respect to a metal oxide or an organic
interlayer only, using a low-cost deposition process. These ndings contribute to the broader effort of developing high-performance, stable, and scalable
perovskite optoelectronics, with potential applications in photovoltaics, sensing, and imaging technologies.
Introduction

The rapid advancement of technologies like Li-Fi and LIDAR
has intensied the demand for photodetectors combining high
, Georgia Institute of Technology, Atlanta,

du

o, Milan, 20133 Italy

rgia Institute of Technology, Atlanta, GA,

ituto Italiano di Tecnologia, Milan, 20134

tion (ESI) available. See DOI:
detectivity, operation up to GHz frequencies, wavelength
selectivity, low production costs, and ease of integration with
read-out electronics.1–3 The range of potential applications
spans from healthcare, to aviation, positioning systems, and
vehicular and underwater communication.3 Conventional
semiconductors like silicon suffer from increased noise and
interference owing to their broad spectral response when used
for light detection, imposing the need for more complex device
designs.4,5 In this context, metal halide perovskite (MHP)
photodetectors represent a promising alternative to conven-
tional silicon-based devices, offering several unique advantages.
These include simple fabrication methods, including large-area
solution processing, tunable bandgaps that allow for custom-
izable wavelength selectivity, reducing noise and unwanted
© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 1 a) Photodiode architecture selected to test the ZnO:PFN and
AZO interlayers. (b) Dark J–V scans of the AZO and ZnO:PFN detectors
acquired using a scan speed below 10 mV s−1. Both forward (Fw-solid
line) and reverse (Rv-dashed line) bias scan directions are presented.
(c) EQE (dashed line) and responsivity (solid line) of the AZO and
ZnO:PFN detectors at 0 V bias.
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responses to light, absorption coefficients higher than silicon,
which allow lms to absorb most of the incident light within
a tenth of the thickness needed for silicon decreasing weights
and increasing the maximum operational speeds, and high
charge carrier mobilities that enable MHP photodetectors to
achieve response at GHz frequencies.6–9

MHP detectors have demonstrated specic detectivities (D*)
exceeding 1012 Jones (i.e. cm Hz1/2 W−1), values which are
comparable to those of commercial silicon detectors.7 At the
same time, operational speeds in the GHz range have been
shown.8–11 Some of the best MHP photodiodes cutoff frequen-
cies (f−3dB) have been reported in the MHz range, which is to be
ascribed to a high MHP dielectric constant, limiting the
detector response in devices with an area of 1 mm2 as frequently
used for testing in research labs, and to the use of interlayers
with lower mobility than the perovskite lm.10,12,13 MHz opera-
tional speeds with MHP photodiodes have been attained with
strategies such as reducing the device area, or increasing the
charge transport layer thickness to lower capacitance, with one
report demonstrating GHz response speed using mm-sized
pixels.8,10,11,14,15

Despite few exceptions, MHP photodiode architectures
incorporate cathode buffer layers that need to be thinner than
10 nm not to impede charge extraction, bathocuproine (BCP)
and lithium uoride (LiF) being key examples.7,10,15–19 Thermal
evaporation is generally used to enable deposition of such thin
lms with high uniformity, therefore limiting current leakage
and resistive losses.10,15–17 The use of such thin layers imposes
several challenges, including reduced device stability due to
potential damage to the interlayer and underlying lms during
electrode deposition, limited protection of the perovskite lm
from moisture and oxygen and of the electrode from reaction
with halide ions, and increased processing costs due to the
strict thickness and uniformity requirements.20–23 A possible
alternative to thermally evaporated interlayers involves using
solution processed metal oxides in place of commonly used
cathode buffer layers. Metal oxide lms thicker than 150 nm can
be deposited with low-cost solution techniques without
compromising charge extraction, while also acting as barriers to
halide, oxygen, and moisture permeation, thereby enhancing
device stability.8,18,19 However, solution processed metal oxide
nanoparticles are prone to aggregation in solution, which can
reduce lm coverage and uniformity, and suffer from a high
density of surface defects.19 Both issues result in increased
charge recombination and leakage, reducing the D* of the
detector, and the overall stability. Consequently, the perfor-
mances and stability of MHP photodiodes remain constrained
by the lack of suitable interlayers.

In this work, we present a solution processed, mixed metal
oxide nanoparticles:polymer electron transport layer (ETL)
composed of a blend of ZnO with poly[(9,9-bis(30-(N,N-dime-
thylamino)propyl)-2,7-uorene)-alt-2,7-(9,9-dioctyluorene)]
(PFN), which combines the benets of metal oxide and organic
transport layers, to enable fast, low-noise perovskite photodi-
odes with low hysteresis, improved stability, and reproduc-
ibility. The mixed metal-oxide:polymer ETL reduces the leakage
current with respect to a metal-oxide only lm from 6.3× 10−8 A
© 2025 The Author(s). Published by the Royal Society of Chemistry
cm−2 to 2.1 × 10−8 A cm−2 at −1 V bias, to a level that is
comparable with currents attained with thermally evaporated
ETLs such as BCP and LiF. A white noise background below 6.5
× 10−14 A Hz−1/2 is attained at −0.1 V, corresponding to an
apparent specic detectivity ðD*

appÞ, computed assuming the
responsivity does not change down to the measured noise
background, of about 1012 Jones in the visible range. At the
same time, the ZnO:PFN interlayer enables a measured f−3dB of
2.1 MHz for a device of 1.51 mm2 area, which remains limited
by the device capacitance and could be improved by a further
area reduction. The mixed interlayer improves the shelf-life
stability of the detector with respect to organic cathode buffer
layers, or metal oxides only, with the device retaining nearly
unchanged dark current upon 570 days of aging.
Results and discussion

To benchmark the performances of the ZnO:PFN mixed metal
oxide:polymer interlayer, we incorporated it in a photodiode
device architecture comprising glassjindium-doped tin oxide
(ITO)jpoly(3,4-ethylenedioxythiophene):polystyrene sulfonate
(PEDOT:PSS)jMHP (methylammonium lead triiodide)jphenyl-
EES Sol., 2025, 1, 600–607 | 601
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C61-butyric acid methyl ester (PC61BM)jmetal oxide:polymerjAl,
and compared it with a reference photodiode architecture we
previously reported, which exploits Al-doped ZnO (AZO) as the
interlayer, as schematically represented in Fig. 1a.8

Blends of metal oxides and polymers have been previously
incorporated in solar cell architectures, improving perfor-
mances with respect to the individual materials.19 However,
they have not been explored yet for MHP photodiode applica-
tions. Different combinations of metal oxides and polymers, as
well as a small molecule, were pre-screened for this work (see
Fig. S1, ESI†). Amongst the various combinations, ZnO:PFN and
AZO were selected for further study as they provided the best
combination of series (RS) and shunt (Rsh) resistance amongst
all variations (see ESI Note 1 and Table S1†). Fig. 1b presents the
absolute value of the current density versus applied voltage (J–V)
for the ZnO:PFN and AZO diodes in the dark. Both J–V scans
from negative to positive bias (Fw, solid lines) and from positive
to negative (Rv, dashed lines) are presented in the plot, to
account for hysteretic effects induced by ion motion and charge
trapping.24 These effects can be particularly relevant at low
current densities and can dominate the J–V in the dark.25 The
overlapping curves in forward and reverse scan directions in
Fig. 1b highlight negligible hysteresis in both detector archi-
tectures, which is promising as these dynamic effects can also
impact the stability of the photodiodes output under illumi-
nation.26 Replacing the metal-oxide only AZO interlayer with
ZnO:PFN reduces the dark current at −1 V from 6.3 × 10−8 A
cm−2 to 2.1 × 10−8 A cm−2, slightly increases the slope in the
diode-dominated region of the J–V scan reducing the ideality
factor (n) from 1.25 to 1.09, and increases the current owing at
positive bias. The lower dark current at negative bias corre-
sponds to an increased Rsh for the ZnO:PFN photodetector (51.3
MU cm2 against 17.2 MU cm2 for AZO). As a consequence,
decreased shot and Johnson noise contributions are expected.27

The steeper slope in the diode-dominated region of the J–V
curve (n closer to 1) is indicative of either reduced non-radiative
recombination or interface-dominated non-radiative recombi-
nation at one of the interfaces,28 while the higher currents at
positive bias reveal a decrease in the Rs from 14.3 to 6.7 U cm2.
The values for these three parameters were retrieved from the J–
V scans in the forward direction using the electrical equivalent
model in Fig. S2a and the approximations discussed in ESI Note
2.† In Table S2† we summarize the values extracted from the ts
in Fig. S2b and c.† The diode incorporating the ZnO:PFN
interlayer enables a rectication ratio of 106 at (±1 V), with an
improvement from the AZO detector reaching 105. The diode
turn on voltage is changed to +0.45 V, from +0.50 V of the AZO
one. This reduction in the Vth could indicate a deeper conduc-
tion band minimum for ZnO:PFN with respect to AZO.29

Previous work has shown improved uniformity of ZnO:PFN
lms with respect to metal oxide nanoparticles only.19 This is
supported by the J–V data presented in Fig. S1,† where only 2
pixels out of 8 on the substrate are working for the AZO-
interlayer detector, while 7 are working for the ZnO:PFN
detector. The statistics for the J–V curves in the dark of both AZO
and ZnO:PFN comprising detectors, presented in Fig. S3,†
corroborate what was observed under illumination. At−1 V, the
602 | EES Sol., 2025, 1, 600–607
ZnO:PFN interlayer results in a lower average current of (4.04 ±

1.96) × 10−8 A cm−2, against (1.60± 1.15) × 10−7 A cm−2 for the
AZO interlayer. Analogous reduction in standard deviation and
average value is observed for the Rs, which is 9.6 ± 0.03 U cm2

for AZO, and 5.76 ± 0.01 U cm2 for ZnO:PFN. Overall, photo-
diodes incorporating the ZnO:PFN interlayer reveal lower
average dark currents at reverse bias, lower Rs, and narrower
standard deviation. Lastly, microscope images taken on our
lms, in Fig. S4,† reveal more uniform lms, with less ‘comets’
due to defects when PFN is blended with the ZnO
nanoparticles.30,31

To characterize the response of the photodiode under light
we measure its responsivity (R) and use it to retrieve its external
quantum efficiency (EQE), the two quantities being related by
the formula:

RðlÞ ¼ Iout

Pin

¼ q

hn
EQEðlÞ; (1)

where Iout is the current output of the detector, and Pin is the
incident optical power. The EQE and R are presented in Fig. 1c.
Replacing the AZO layer for ZnO:PFN leads to a 5% improve-
ment in the EQE from 400 to 750 nm, with a greater improve-
ment at shorter wavelengths (390–470 nm), which are absorbed
closer to the PEDOT:PSS interface. While the improvement in
this range could be attributed to reduced non-radiative recom-
bination at this interface, EQEs remain limited at short wave-
lengths, suggesting that non-radiative recombination at the
PEDOT:PSS interface is still relevant in the device response. R
varies in agreement with the EQE, increasing by about 0.02 A
W−1 in the 390–470 nm range, and peaking to 0.33 A W−1 at
700 nm for the ZnO:PFN detector.

Following the static response of the detectors, we proceed to
characterize their dynamic response. We begin by measuring
the cutoff frequency (f−3dB) of a photodiode, dened as the
frequency at which the photocurrent response to a sinusoidally
modulated light input is decreased by 3 dB with respect to the
static response. The cutoff frequency of perovskite photode-
tectors is oen limited by their capacitance, which can be
reduced by scaling down the area of the detector.8,10 To verify
this, we characterize the response of photodiodes incorporating
an AZO or a ZnO:PFN interlayer as a function of frequency and
area, and present the results in Fig. 2a and b. For both detectors,
reducing the area leads to an increased cutoff frequency. If the
area is reduced by one order of magnitude, the f−3dB increases
by approximately the same amount. For the AZO detectors the
f−3dB increases from 0.2 MHz to 1.4 MHz as the area is reduced
from 15.67 mm2 to 1.51 mm2. For the ZnO:PFN devices, f−3dB

increases from 0.34 MHz to 2.1 MHz over the same change in
area. The full comparison of cutoff frequencies as a function of
area is provided in Table S3.† The statistics of the frequency
response for the 1.51 mm2 ZnO:PFN detectors is reported in
Fig. S5† with an average f−3dB of 1.77 ± 0.45 MHz. Despite the
introduction of an insulating polymer blended into the nano-
particle layer in ZnO:PFN, no loss in operational frequency is
seen with respect to the AZO device, with the ZnO:PFN devices
showing a slightly higher cutoff frequency than the AZO
detectors. The slightly faster response of the ZnO:PFN device is
© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 2 Cutoff frequency as a function of area for a MHP photodetector incorporating an AZO interlayer (a) or a ZnO:PFN interlayer (b). (c)
Photocurrent response of the detector incorporating ZnO:PFN to a train of rectangular 630 nm light pulses. (d) Comparison of dark currents and
cutoff frequencies for photodiodes incorporating solution processed (blue dots) or evaporated interlayers (violet dots). The performances of the
ZnO:PFN containing detector discussed in this work are marked with stars. Solid symbols denote detectors with dark current densities measured
at −0.5 V; hollow symbols denote dark currents measured at −1 V. Data used for the plot are listed in Table S4.†
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View Article Online
in agreement with the decrease in RS observed in these devices.
These trends support an interpretation of the f−3dB in these
detectors as dominated by the parasitic RS and capacitance of
the detectors. We provide an extended discussion to support
this conclusion in ESI Note 3 and Fig. S6.† Therefore, the f−3dB

could be further increased by moving to even smaller area
diodes, until the intrinsic response speed (f tr−3dB) of the diodes
is reached, as it has been demonstrated in similar device
congurations with f−3dB reaching up to the GHz range via area
miniaturization.11,14,27

Analogous to what was discussed in the case of dark
currents, ion dri, diffusion, and charge carrier trapping can
induce variations over time in the photoresponse of the
detector.32 To understand whether such effects are at play in the
response of diodes incorporating the ZnO:PFN interlayer, we
study the stability of their response under illumination using
a train of rectangular light pulses. As shown in Fig. 2c, the
photocurrent output of a ZnO:PFN containing photodetector
stabilizes within a few ms when the light is turned ON or OFF,
and this response is reproducible over subsequent light pulses,
returning each time to the same current levels in the dark and
under illumination. In Fig. S7a† we show a zoom-in of a single
pulse response and in Fig. S7b† the response of the detector
under an extended train of light pulses. We note that the ms
transients observed in this measurement are limited by the
circuit response, as detectors of 15.67 cm2 area were
characterized.

Overall, our photodetector demonstrates low dark currents
combined with a high cutoff frequency, enabling performances
© 2025 The Author(s). Published by the Royal Society of Chemistry
that rival those of perovskites photodetectors comprising
evaporated interlayers, and surpassing the performances of
detectors comprising solely solution processed interlayers, as
shown in Fig. 2d.

We continue to evaluate the benets of incorporating the
ZnO:PFN layer in MHP photodetectors by studying the response
of the detector to varying incident optical power. This allows us
to dene the linear dynamic range (LDR) of the detector: the
range of incident optical powers over which the R of the device
remains constant. In photodiodes, the LDR can be limited at
high illumination power intensities by the series resistance of
the device and space-charge effects, while noise and non-
radiative recombination processes dominate the response at
low illumination. As visible in Fig. 3a, we are not able to
measure the point at low light intensities at which the photo-
response deviates from linearity due to limitations in our
experimental measurement setup. As such we dene here the
apparent LDR (LDRapp), expressed as

LDRapp = 20 log10(Imax,lin/Imin meas,lin), (2)

where Imax,lin is the maximum incident optical power at which
the current maintains a linear response, and Imin meas,lin is the
lowest incident optical power we are able to measure. A linear t
with slope 1 in the log–log plot was used to determine which
points satised the condition of linearity. Applying eqn (2)
returns a LDR of 123 dB for the ZnO:PFN device, using an Imax,lin

of 1.7 × 10−3 A cm−2 and an Imin meas,lin of 1.2 × 10−9 A cm−2.
EES Sol., 2025, 1, 600–607 | 603
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Fig. 3 a) Photocurrent response as a function of incident optical power for the ZnO:PFN containing detector under illumination with a 450 nm
laser mechanically chopped at 133 Hz. The linear fit (purple) highlights the range of linearity for the response of the photodiode. (b) Measured
noise background of the ZnO:PFN photodetector (blue) at−0.1 V bias, predicted noise contributions (pink – shot noise, peach – Johnson noise,
fuchsia – total estimated white noise), and measured noise contributions as a function of frequency (purple – 1/f noise, light gray – minimum
noise). (c) Noise power at 20.0 Hz as a function of current flowing through the ZnO:PFN detector. (d) Range of apparent D* of the ZnO:PFN
detector (blue). Lower bound is set by the SI@100Hz, while the upper bound is computed using the theory predicted values for white noise, attained
as the sum of shot and Johnson noises. The gray area defines the range of D* typical of commercial silicon detectors.
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At low light intensities, the lowest signal that can be
measured by the detector is limited by the detector noise. In
a photodiode, noise comprises both frequency dependent
(icker noise) and frequency independent (white noise – e.g.
shot noise and Johnson noise) components. The reduction in
leakage current and the increased shunt resistance enabled by
the use of ZnO:PFN as an interlayer are expected to reduce white
noise, which would enable detection of lower power optical
signals. In order to obtain experimental evidence of the actual
noise of ZnO:PFN photodetectors, we proceeded to measure
noise spectra using the setup described in Fig. S8.†We compare
an estimate of the noise background of the setup in Fig. S9,†
and the measured total noise spectrum of the device plus the
setup, to determine the range of frequencies at which the noise
background is dominated by the device under test (DUT). This
limits our data discussion to frequencies below 100 Hz. We plot
the photodiode noise in Fig. 3b, along with the theory-predicted
shot noise and Johnson noise contributions. As visible in the
experimental data, icker noise, with its characteristic 1/f
dependance, dominates the noise power spectrum (SI) at
frequencies below 100 Hz. Flicker noise obeys the Hooge
empirical relation:

SIðf Þ
I2

¼ C1=f

f
; (3)
604 | EES Sol., 2025, 1, 600–607
where I is the current owing through the device, f is the
frequency, and C1/f is a constant characteristic of the device. We
verify this relation by varying the bias applied to the device to
change the current ow, and measuring variations in SI at
a xed frequency of 20.0 Hz. These results are presented in
Fig. 3c. Flicker noise has been related to lattice scattering in
previous studies, and its magnitude is inuenced by the quality
of the lattice, with more defective crystal lattices leading to
increased noise.33,34 As perovskite materials are prone to form
large amounts of defects, we expect 1/f noise contributions to be
signicant in this material. In an attempt to enable comparison
of the icker noise in our samples with other detectors we
retrieve from the t a C1/f value of 6.3 × 10−3. As the 1/f noise
dominates the response of the detector up to 100 Hz, where it
reaches a value of 4.2 × 10−27 A2 Hz−1, we can only estimate
white noise to lie below this value. Assuming shot noise and
Johnson noise contributions to be independent in our device,
we can sum these two individual contributions to provide an
estimate of the total white noise in the detector.27 Under this
assumption, 1/f noise would dominate the noise background of
the detector up to 500 Hz, corresponding to the corner
frequency, to then become smaller than the white noise back-
ground of 7.9 × 10−28 A2 Hz−1.

Having characterized noise and responsivity, we move to
evaluate the specic detectivity of the ZnO:PFN detector. The
specic detectivity of a planar photodiode can be dened as
© 2025 The Author(s). Published by the Royal Society of Chemistry
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D* ¼
ffiffiffiffiffiffiffi
AB

p

NEP
¼ RNEP

ffiffiffiffiffiffiffi
AB

p
ffiffiffiffiffi
SI

p ; (4)

where A is the detector area, B is the bandwidth of the
measurement, and NEP is the optical power at which the signal
to noise ratio of the device equals unity. We note that D* can
also be expressed as function of responsivity, but that this RNEP

is the R measured when the detector is used close to its noise
background. As our characterization setup does not allow us to
reach such low illumination intensities, nor to measure the
white noise power spectrum, we dene here D*

app;min:

D*
app;min ¼

RLDR

ffiffiffiffiffiffiffi
AB

p
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
S
I@100Hz

q ; (5)

where RLDR is the responsivity of the photodetector taken within
its LDR and SI@100Hz is the measured noise power spectrum at
100 Hz using a 1 Hz bandwidth. D*

app is different from D*, as R
will likely deviate from linearity at low enough incident optical
powers. Our measurement represents a lower estimate of D*

app,
as we are not able to access the true white noise power spectrum
of the detector. Using the R from Fig. 1c, assuming SI@100Hz

being equal to the white noise background, and operating the
detector at a frequency above 100 Hz with a 1 Hz bandwidth,
results in a D*

app;min above 5.0 × 1011 cm Hz1/2 W−1 in the 390–
770 nm wavelength range, and reaching 1.2 × 1012 Jones at
700 nm. An upper estimate of D*

app, D
*
app;max can be dened

assuming that the noise spectral power of the detector reaches
the predicted white noise background at frequencies above
500 Hz, computed as the sum of shot and Johnson noises. In
both cases, operation of the ZnO:PFN detector in the white
noise dominated regime should be possible, beneting from
the frequency cutoff in the MHz range. The range of D*

app

dened by these upper and lower boundaries is presented in
Fig. 4 a) Pictures of detectors stored in air for a day. Detector
comprising a PCBMjBCP ETL (left) showing corrosion vs. a ZnO:PFN
ETL (right) where this reaction is hindered. (b) Shelf-life of a photode-
tector comprising the ZnO:PFN interlayer. J–V scans in the dark were
acquired before and after storage in a N2 glovebox for 570 days.

© 2025 The Author(s). Published by the Royal Society of Chemistry
Fig. 3d and compared to the D* of commercial silicon detectors
in the visible range.

We conclude the characterization of ZnO:PFN as an inter-
layer for photodetectors by studying how the layer impacts the
detector shelf-life stability. Devices comprising solely an
organic top interlayer, as the PCBMjBCP combination
commonly used for photodetectors, show a rapid degradation
of the Al electrode (less than 1 day) upon exposure to air:
bubbles and delaminated areas become visible on the electrode
(Fig. 4a). Instead, when the ZnO:PFN interlayer is used, no
change in the electrode appearance is observed, while a whitish-
blue hue is visible on the aluminum surface immediately aer
deposition. The J–V characteristics of the ZnO:PFN-containing
detector stored in a dark N2 environment, shown in Fig. 3d,
reveal only a small change in the onset voltage of the diode
upon storage for as long as 570 days (about 1 year and 6
months). The dark current at reverse bias is almost unchanged,
which is different from what is observed in detectors
comprising an AZO interlayer (Fig. S10†), and could be prom-
ising for commercial application of these detectors as changes
in the dark current at reverse bias would affect the white noise
background and thus D*. Based on these considerations, we
propose the mixed organic:inorganic ZnO:PFN electron selec-
tive layer to enable the best device stability amongst the ETL
combinations considered in this work.

Conclusions

We have demonstrated a ZnO:PFN mixed organic–inorganic
electron selective layer, which enables dark currents, response
speeds, and stability superior to those of commonly used
organic or inorganic materials. The ZnO:PFN interlayer enables
a dark current of 2.1 × 10−8 A cm−2 at −1 V, an apparent D*
above 5.0 × 1011 cm Hz1/2 W−1 in the visible range, a cutoff
frequency of 2.1 MHz, and a shelf life stability longer than 1 year
and 6 months, and it is easier to process in an interlayer than
small molecules or metal oxides only. These characteristics
make the ZnO:PFN interlayer a promising substitute to other
cathode buffer layers currently in use.
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