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DBD plasma-thermal tandem reactors for
converting biogas to carbon nanofibers†

Kevin K. Turaczy,a Zhenhua Xieab and Jingguang G. Chen *ab

Sequestering greenhouse gases (CO2 and CH4) in biogas into carbon nanofibers (CNF) offers a

promising route to mitigate carbon emissions and create value-added solid carbon materials. Coupling

non-thermal plasma with a thermocatalytic reactor in a tandem setup is a promising approach for

tandem reactions of dry reforming of methane to synthesis gas and its subsequent conversion to CNF.

Various parameters were studied to determine their effects on CNF growth. Decreasing the total flow

rate resulted in an increase in CNF growth. Increasing the plasma power input or the plasma zone

length also enhanced the production of CNF. These results illustrate that plasma-thermal tandem

reactors can be used to synthesize CNF from biogas with tunable parameters that may be further

optimized in future studies.

Broader context
Biogas, a mixture of primarily methane (CH4) and carbon dioxide (CO2), is a sustainable resource that originates from the decomposition of organic matter. The
unabated release of these greenhouse gases (GHG) contributes towards anthropogenic climate change. Conversion of biogas into solid materials presents an
alternative abatement strategy for biogas that can permanently sequester these GHG. Carbon nanofibers (CNF) are high-value materials that have applications
in gas storage, composites, energy conversion devices, and catalysis. Biogas conversion to CNF consists of the dry reforming of methane (DRM) to syngas and
subsequent conversion to CNF. The difference in thermodynamic favorability between these two steps results in equilibrium limitations if carried out in a
single reactor. A tandem reactor that isolates each step can be used to circumvent these limitations; however, the DRM relies on high reaction temperatures. In
this work, non-thermal plasma is used to convert biogas into syngas at near-atmospheric temperatures and is coupled with a thermocatalytic reactor to achieve
CNF production from biogas.

Introduction

Biogas, a mixture of primarily methane (CH4) and carbon dioxide
(CO2), is a sustainable resource that originates from the decom-
position of organic matter. Both CO2 and CH4, which has a global
warming potential 27–34 times higher than CO2, are released
from prevalent sources such as crop residue and animal manure.
Therefore, capturing these greenhouse gases would aid in the
effort to mitigate climate change.1 At present less than 10% of
biogas feedstocks are used, and the availability of these feed-
stocks is expected to increase by 40% by 2040 resulting in
unabated biogas entering the atmosphere.2 Extracted biogas is
primarily burned for heat and electricity generation. Some biogas
is upgraded to biomethane by removing CO2, which can account

for as much as 50% depending on the biogas source.3 Though
biomethane can be used as a substitute for conventional natural
gas with a higher heating value than raw biogas, the energy and
cost associated with its separation reduces the overall impact of
using biomethane, instead of natural gas, as a feedstock. Biogas
utilization strategies that can sequester both CH4 and CO2 are
therefore attractive alternatives for preventing these greenhouse
gases from being released into the atmosphere.

One such possible route is converting biogas into solid
carbon nanomaterials. Carbon nanomaterials (CNM) include
many variations such as nanotubes (CNT), graphene, and nano-
fibers (CNF), which have a wide range of applications.4–6 CNF
specifically can be used in composites, energy conversion
devices, gas storage, and as a catalyst support material.7–12

Previous studies of biogas conversion typically utilize high
reactor temperatures (T Z 600 1C) and the addition of a catalyst,
typically nickel-based, to promote the dry reforming of methane
(DRM) (R1).13–15 With the formation of syngas via DRM, path-
ways R2 and R3 can further lead to CNF synthesis. The difference
in thermodynamic favorability between R1 (endothermic) and R2
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& R3 (exothermic) reactions, however, leads to equilibrium
limitations if carried out in a conventional single reactor. To
circumvent restrictions imposed by using a single reactor, tan-
dem reactors have been proposed as a method that can optimize
the individual steps of an overall process for CO2 conversion.16–19

In a recent work we demonstrated the feasibility of using a
thermochemical-thermochemical tandem process for converting
biogas to CNF.16 We also performed CO2 footprint analysis,
which suggested the potential benefits of using a plasma-
thermocatalytic tandem reactor. We also provided preliminary
results to demonstrate the feasibility of coupling non-thermal
plasma with a thermocatalytic reactor in a tandem setup for CNF
synthesis from biogas.16 In the current work we varied different
parameters, including the total flow rate of the biogas, the CO2/
CH4 ratio in the feed, the plasma zone length, and the plasma
power to determine their effects on CNF growth using the
plasma-thermocatalytic tandem reactor.

Non-thermal plasma is an amalgam of ions, radicals, and
excited species that operates under non-equilibrium conditions
allowing for high energy electrons (1–10 eV) to facilitate reactions
while the bulk gas remains at near-atmospheric temperature and
pressure. A non-thermal plasma is generated by creating a high
voltage difference across a dielectric (dielectric barrier discharge,
DBD), such as a feed gas, allowing for integration of renewable
electricity. Since non-thermal plasma can be instantaneously
switched on/off, utilizing a plasma-thermal tandem setup would
allow for easier maintenance on the plasma module that could be
quickly reintegrated into the process. In this study, non-thermal
plasma is used to convert biogas into syngas in a flow reactor
where the effluent is fed into a thermal reactor to generate CNF.
Unlike in a thermal reactor where very high temperatures (T Z

800 1C) would typically be required for CH4 decomposition (R4),
the non-thermal plasma approach is attainable without added
heat given the high electronic temperature present in the plasma.
The generation of H2 from R4, coupled with the generation of CO
from plasma-driven CO2 dissociation (R5), could promote CNF
formation via R3. The production of H2 in the plasma can also
promote more CO generation via R6 followed by the Boudouard
reaction (R2) to generate CNF. Previous works have demonstrated
that DBD plasma is capable of DRM; however, it has yet to be
seen how a CH4/CO2 DBD plasma can be tuned for CNF
production.20–23 The current study is aimed to determine the
effect of plasma on CNF growth in plasma-thermal tandem
reactors.

R1: CH4 + CO2 " 2CO + 2H2 DHrxn,298K = 247 kJ mol�1.

R2: 2CO " C(s) + CO2 DHrxn,298K = �172 kJ mol�1.

R3: CO + H2 " C(s) + H2O DHrxn,298K = �131 kJ mol�1.

R4: CH4 " C(s) + 2H2 DHrxn,298K = 76 kJ mol�1.

R5: CO2 " CO + O DHrxn,298K = 532 kJ mol�1.

R6: CO2 + H2 " CO + H2O DHrxn, 298K = 41 kJ mol�1.

Experimental methods
Catalyst synthesis

The Co12K5/CeO2 (Co wt% = 6.0) catalyst was synthesized using
a slurry co-impregnation method where appropriate amounts of
cobalt(II) nitrate hexahydrate (99.999% trace metal basis, Sigma-
Aldrich) and potassium nitrate (ReagentPluss, Z99.0%, Sigma-
Aldrich) were dissolved in 30 mL of DI water. This was followed
by ultrasonication for 5 min. The CeO2 support (35–45 m2 g�1,
Sigma-Aldrich) was slowly added to the suspension under rigor-
ous stirring. The suspension was heated at 70 1C overnight until
dry, followed by calcination at 400 1C in static air for 2 h with a
ramp rate of 1 1C min�1. For the Ni4Fe/g-Al2O3 catalyst, g-Al2O3

particles (80–120 m2 g�1, Alfa-Aesar) were sieved using a 40–60
mesh tray (250–425 mm) before using a slurry co-impregnation
method to introduce the Ni4Fe bimetallic. The atomic ratio of
Ni : Fe used was 4 : 1 with a combined Ni4Fe loading of 10 wt%.
Appropriate amounts of nickel(II) nitrate hexahydrate (puratronic,
99.9985% metal basis, Alfa-Aesar) and iron(III) nitrate nonahy-
drate (99.999% metal basis, Sigma-Aldrich) were dissolved in 30
mL of DI water, followed by 5 min of ultrasonication. The Al2O3

support was slowly added to the suspension under vigorous
stirring. The Ni4Fe catalyst was then treated using the same
heating and drying method as the Co12K5 catalyst. For bench-
mark experiments, g-Al2O3 particles were similarly sieved before
being loaded into the plasma zone of the quartz tube.

Plasma-thermal tandem reactor

The effects of flow rate, molar feed ratio, input power, plasma
zone length, and plasma catalyst on CNF growth within the
coupled plasma-thermal reactor were investigated. Fig. 1 illus-
trates the plasma-thermal tandem reactor setup where one
continuous quartz tube (ID: 4.35 mm, OD: 6 mm) housed both
the plasma and thermal reactors. Reactants first passed
through a DBD plasma (plasma reactor) and then passed
through a tube furnace (thermal reactor). In the center of the
tube furnace (Thermo Scientific, Lindberg Blue M), or thermal
zone, 50 mg of Co12K5/CeO2 was used to facilitate the conver-
sion of syngas to CNF. A recent study reported Co12K5/CeO2 to
be an effective catalyst for CNF growth where K-modification
was found to be important for CO activation and suppressing
the reaction of CNF and H2 to produce CH4.16 The catalyst was
loosely distributed between two pieces of quartz wool (1.5 cm
spacing) in order to reduce significant pressure buildup follow-
ing CNF growth. The distance from the center of the thermal
catalyst to the end of the plasma zone was 18 cm. Prior to each
experiment, the catalyst in the thermal reactor was heated to
500 1C, at a ramp rate of 10 1C min�1, and held for 1 h under an
Ar/H2 (20/20 mL min�1) environment. The thermal reactor was
then cooled to 450 1C under the same Ar/H2 environment. A
mixture of Ar/CH4/CO2 was then fed into this tandem reactor at
a ratio of 5/3/2 mL min�1. The effect of flow rate was investi-
gated by varying the total flow rate but maintaining the molar
ratio of reactants. The effect of feed molar ratio was measured
by maintaining the total flow rate but varying the molar ratio of
Ar/CH4/CO2.
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At the start of each experiment, a DBD plasma was generated
with an input power of 8 W ( f = 8–9 kHz) and a plasma zone length
of 8 cm. This was done using a plasma generator (CTP-2000 K)
connected to a voltage converter (Seyas, AT-1000) and coupled with
a variable voltage controller. A tantalum coil wrapped around the
quartz tube and a grounded K-type thermocouple (D = 1 mm) were
used as the high voltage and ground electrodes, respectively. In the
case where a catalyst was introduced into the plasma zone, the
catalyst was packed downstream of the plasma zone and occupied
a length of 2 cm. This catalyst was reduced simultaneously with
the thermal catalyst prior to an experiment. Each experiment
lasted 5 hours during which the plasma operated at a constant
power input and the thermal reactor operated at 450 1C. Effluent
from the tandem reactor was analyzed using gas chromatography
(Agilent 7890B) where Ar served as the internal standard. The
gaseous product selectivity was calculated using eqn (1) where Si is
the selectivity of species i and Ni is the total molar amount of
species i after each experiment. The reactant conversion was
calculated using eqn (2) where Xi is the conversion of species i,
ni,in is the molar flow rate of species i fed into the reactor, and ni,out

is the molar flow rate of species i flowing out of the reactor.

Si ¼
Ni mmol½ �P
i

Ni mmol½ � � 100% (1)

Xi ¼
ni;in � ni;out

ni;in
� 100% (2)

The approximate power used to generate the plasma was
estimated using an oscilloscope and an external resistor. A high
voltage probe (Fluke 80K-40) was connected on one end to the high
voltage line from the plasma generator and to a digital oscilloscope
(Agilent Technologies, DSO1052B) on the other end. The high
voltage probe served as a large impedance to protect the oscillo-
scope from damage. The oscilloscope provided the voltage as a
function of time from which the frequency could also be derived.
The root mean square voltage, Vrms, was determined using eqn (3)

where Vmax was the maximum observed voltage and Vmin was the
minimum observed voltage. When determining Vmax and Vmin, a
conversion factor (1901), as provided by Fluke, was used to obtain
the actual voltage applied. An external 10 O resistor was connected
in series between the ground electrode and ground in order to
measure the current. A digital multimeter (Fluke 87 True RMS
Multimeter) provided the voltage (Vres) across the resistor from
which the root mean square current through the circuit, Irms, could
be derived using Ohm’s law. The product of Vrms and Irms gave the
power input, Prms, for the DBD plasma. Sample data and power
analysis are included in Fig. S1 and Table S1 (ESI†).

Vrms ¼
Vmax � Vmin

2
ffiffiffi
2
p (3)

Since CNF formation over the Co12K5/CeO2 catalyst was
expected to grow via a tip-growth mechanism and thus remain
bound to the catalyst, catalyst weight gain (CWG), which is the
weight gain of the thermal catalyst from CNF accumulation after
each experiment, was used as a metric for the impact of each
parameter. The formation of CNF was verified using a JEM-1400
transmission electron microscope (TEM) and an accelerating
voltage of 120 kV. To prepare the sample for TEM measure-
ments, the catalyst was ultrasonically dispersed in ethanol for 3
min, dripped onto a Lacey carbon film (300 mesh) supported on
copper grids, and dried at room temperature.

Results and discussion

Altering the characteristics of the feed gas, either by total flow
rate or by feed molar ratio, was observed to affect CNF growth
in the thermal zone as seen in Table 1. While a total flow rate of
10 mL min�1 resulted in a catalyst weight gain (CWG) of
23.2 mg, doubling the total flow rate reduced the CWG to
5.5 mg. Halving the total flow rate, however, increased the
CWG to 34.9 mg. This trend suggests that longer residence
times of the inlet species promoted CNF formation. Residence

Fig. 1 Diagram of plasma-thermal tandem reactor setup.
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time here is calculated by dividing the plasma reactor volume
by the total feed gas flow rate. Bie et al. modeled the various
pathways for CH4 and CO2 in a DBD reactor and found that
increasing the residence time up to 20 seconds led to a steady
increase of H2 production, which is required for CNF produc-
tion in the thermal zone via R3.24

The total feed gas flow rate was observed to affect both CO2

and CH4 conversion though the latter was seen to be more sensitive
(Fig. 2a). While CO2 conversion was only slightly affected when
decreasing the residence time, there was a significant increase in
conversion when the residence time doubled – from 17% to 27%. A
much more significant change occurred in the CH4 conversion with
a reduction to B19% at higher flow rates and an increase to an
average of 44% when reducing the flow rate. Attributing a change in
CWG to changes in either CO2 or CH4 conversion, however, is
difficult because R2 regenerates CO2 in the thermal zone after CNF
formation thereby reducing the measured CO2 conversion. There-
fore, CWG may have increased as the residence time increased due
to a higher CO2 dissociation rate in the plasma zone, promoting R2
in the thermal zone, and/or a significantly higher conversion of CH4

in the plasma zone lead to an increase in CWG via the otherwise

H2-limited R3 in the thermal zone. A difference in the morphology
of CNF was also observed in TEM images where a lower total flow
rate, or longer residence time, lead to longer CNF (Fig. 2b) com-
pared to the shorter residence time which resulted in shorter and
thinner CNF (Fig. 2d).

The generation of radicals in the plasma zone, specifically
CH3 radicals from the dissociation of CH4 via electron impact,
opens pathways to generating other hydrocarbons such as C2

and C3 species. The primary product of CH4 consumption in a
CH4/CO2 DBD plasma is CH3, which is then almost entirely
consumed to produce C2H6 and C3H8.24 In the current study,
the total production rate of C2 and C3 species increased as the
residence time decreased (Fig. 3). Decreasing the residence
time by a factor of 4 increased the selectivity of C2+ products
exiting the effluent stream by 50%. Moreover, the selectivity of
C2H4 increased by over one order of magnitude and C3H6

Table 1 Varying feed gas parameters and their effects on catalyst weight
gain

Total flow (mL min�1),
molar ratio (CH4:CO2) Residence time (s) CWG (mg)

20, 1.5 3.4 5.5
10, 1.5 6.8 23.2
5, 1.5 13.5 34.9
10, 2 6.8 10.3
10, 0.5 6.8 27.4

Note: the residence time reported here was for the plasma zone.

Fig. 2 (a) Conversion of CH4 (m) and CO2 (K) over time during a 5 h experiment with Ar/CH4/CO2 ratio of 5/3/2 mL min�1, 8 W input power, and 8 cm
plasma zone length. Total flow rate was specified for each dataset. TEM images of Co12K5/CeO2 after each trial for (b) 5 mL min�1, (c) 10 mL min�1, and (d)
20 mL min�1 experiments. Indicators were included for examples of CNF (red), Lacey carbon (LC, green), and catalyst (CAT, blue) in the TEM images (b)–
(d). Scale bar was 200 nm.

Fig. 3 Effect of total flow rate on C2 (m) and C3 (K) species production.
C2 species included C2H4 and C2H6 while C3 species included C3H6 and
C3H8. Total flow rate was specified next to each dataset.

Paper EES Catalysis

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

3 
M

ei
 2

02
5.

 D
ow

nl
oa

de
d 

on
 1

6/
10

/2
02

5 
23

:4
7:

32
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d5ey00009b


760 |  EES Catal., 2025, 3, 756–762 © 2025 The Author(s). Published by the Royal Society of Chemistry

increased by a factor of 4 (Fig. S2, ESI†). The CWG, however,
decreased and the H2 selectivity in the effluent decreased with
shorter residence times (Fig. 4).

Feed gas molar ratio was also seen to impact the CWG for
the plasma-thermal tandem reactor. Increasing the CH4 : CO2

molar ratio from 1.5 to 2 reduced the CWG from 23.2 mg to
10.3 mg. In addition, CH4 and CO2 conversion both decreased
(Fig. S3, ESI†). Decreasing the CH4 : CO2 ratio to 0.5 increased
CWG, though not significantly. One possible reason for higher
CWG seen with lower CH4 : CO2 ratios is the increased presence
of O radicals in the plasma zone, from CO2 dissociation, that
can go on to react with CH4.25 In fact, the CO2-rich feed resulted
in the highest selectivity of syngas amongst all trials in this
work (Fig. 4). Decreasing the CH4 : CO2 ratio from 2 to 1.5 did
not affect the amount of C2 and C3 products despite increasing
the CWG significantly (Fig. S4, ESI†).

The residence time that a reactant spends in the DBD plasma
may also be altered by tuning the length of the plasma zone. To
maintain the power density in the plasma zone, i.e., power input
per unit volume of plasma, the power was increased or decreased
proportionally to the change in plasma zone length. The effect of
plasma zone length is reported in Table 2 where a longer plasma
zone length was seen to increase the downstream CWG. Similar
to the effect of the total flow rate, the longer time a reactant
spends in the plasma zone, the higher the probability it encoun-
ters a high energy electron or other reactive species. This was

especially true for CH4 as the conversion doubled from 28% to
59% as the plasma zone length increased from 4 cm to 11 cm
(Fig. S5, ESI†), likely responsible for the increase in CWG from
11.2 mg to 53.1 mg. Examples of CNF growth for 8 cm and 11 cm
plasma zone length experiments are shown in Fig. S6 (ESI†). This
suggests that, along with reducing flow rates, lengthening the
plasma zone can also serve as a way to increase the residence
time of biogas species and increase CWG.

The effect of plasma power was investigated and CWG was
observed to increase with increasing power input (Table 3). By
increasing the power input, and maintaining the total flow rate,
the specific energy input (SEI) (eqn (4)) was also increased. An
increase in SEI is expected to increase the conversion of CH4

and CO2 since a higher power increases the number and energy
of electrons in the plasma zone that are available to interact
with the reactants.26 As the SEI was increased from 24 J mL�1 to
72 J mL�1, the gas temperature also increased from 130 1C to
225 1C as measured by the ground electrode (thermocouple).
Increasing the power input from 4 W to 12 W was seen to
increase the CH4 conversion by almost 2.5 times, from B18%
to B44%. The conversion of CO2 also showed a slight increase,
from B13% to 22%. Tripling the power input from 4 W to 12 W
resulted in approximately double the amount of CWG.

SEI ¼ Power input ðWÞ
Total flow rate mLmin�1ð Þ (4)

The CWG values from different plasma powers were used to
estimate the apparent activation barrier for the conversion of
biogas into CNF. The method is highlighted by Kim et al. and
correlates the reaction rate with the SEI to estimate an apparent
activation barrier for the reaction.27 A linearization of this
correlation is shown below (eqn (5)) where dA/dt is the produc-
tion rate of CNF from biogas (CWG), EA is the apparent
activation barrier, and b is a constant:

ln
dA

dt

� �
¼ � EA

SEI

� �
þ b (5)

Plotting the natural log of the CNF production rate as a
function of the inverse power input resulted in a linear correla-
tion (Fig. 5), which allowed for the determination of EA for the
plasma-thermal reaction of biogas to CNF. A total flow rate of
10 mL min�1 was used for all the experiments. An activation
barrier of 700 kJ mol�1, or 7.3 eV, was obtained, which is higher
than that for non-catalytic DRM, 332 kJ mol�1 or 3.4 eV.28

Similar to catalytic DRM, which can reduce activation bar-
riers by an order of magnitude with catalysts, introducing a
catalyst into the plasma zone is one possible way to reduce the
activation barrier observed in the plasma-thermal tandem

Fig. 4 Selectivity of gaseous products for all plasma-thermal trials. C2

included C2H4 and C2H6, C3 included C3H6 and C3H8, and C4 included C4H10.

Table 2 The impact of plasma zone length on catalyst weight gain

Plasma zone length (cm) Residence time (s) CWG (mg)

4 3.4 11.2
8 6.8 34.2
11 9.3 53.1

Note: the residence time reported here was for the plasma zone.

Table 3 The effect of DBD plasma power input on catalyst weight gain

Power input (W) SEI (J mL�1) CWG (mg)

4 24 19.2
6 36 30.2
8 48 33.7
12 72 43.5

EES Catalysis Paper

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

3 
M

ei
 2

02
5.

 D
ow

nl
oa

de
d 

on
 1

6/
10

/2
02

5 
23

:4
7:

32
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d5ey00009b


© 2025 The Author(s). Published by the Royal Society of Chemistry EES Catal., 2025, 3, 756–762 |  761

process. Previous studies have shown how Ni-based catalysts
can be used for both thermal and plasma DRM to improve
conversion.29–31 A Ni4Fe/Al2O3 catalyst, as well as a metal-free
g-Al2O3 reference, were tested inside the plasma zone to determine
their effects on CNF growth. The former was chosen because Ni4Fe
bimetallic was shown to promote DRM and limit coking
deactivation,32 while g-Al2O3 was selected due to its prominent
use as a high surface area support material in plasma catalysis.
Neither material improved the measured CWG and the bimetallic
catalyst reduced the CWG by 16% (Table 4). Both g-Al2O3 and
Ni4Fe/Al2O3 resulted in lower CH4 and CO2 conversion than with-
out catalyst, though the Ni4Fe bimetallic catalyst had a slightly
higher CH4 conversion than the g-Al2O3 support alone (Fig. S7,
ESI†). TEM images of each catalyst before and after experiments
are shown in Fig. S8 (ESI†). Agglomeration of the Ni4Fe was not
observed under TEM. Previous use of Ni4Fe catalysts for DRM has
relied on higher temperatures (650 1C) while the heat generated by
the plasma raised the bulk gas temperature to around 200 1C.
Therefore, it is possible that Ni4Fe/Al2O3 was significantly less
active at these lower operating temperatures.

Conclusions

In this work, we have demonstrated the coupling of plasma-
assisted DRM for CNF formation in a tandem reactor. Increas-
ing the power input to 12 W and increasing the plasma zone
length to 11 cm resulted in the largest increases in CNF growth
with an 87% and 106% increase in CWG, respectively. Lowering
the total flow rate to 5 mL min�1, without increasing the energy
input, was also observed to increase CNF growth. Two catalysts,
g-Al2O3 and Ni4Fe/Al2O3, did not play a role in increasing CNF

growth in the current tandem setup. Using a plasma catalyst
that can promote DRM and remain active at near-atmospheric
temperatures may prove to enhance CNF formation from biogas
in the future. In the current work we provided experimental
results regarding the effects of the total flow rate of the biogas,
the CO2/CH4 ratio in the feed, the plasma zone length, and the
plasma power on CNF synthesis from biogas. Future studies on
theoretical modeling of plasma processes are needed for the
mechanistic understanding of CNF growth using the plasma-
thermocatalytic tandem reactor.
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