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Phonon transport in the nano-system has been studied using well-designed nanostructured materials to
observe and control the interesting phonon behaviors like ballistic phonon transport. Recently, we
observed drastic thermal conductivity reduction in the films containing well-controlled nanodots. Here,
we investigate whether this comes from the interference effect in ballistic phonon transport by comparing
the thermal properties of the Si or Sip 75Geg 25 films containing Ge nanodots. The experimentally-obtained
thermal resistance of the nanodot layer shows peculiar nanodot size dependence in the Si films and a

constant value in the SiGe films. From the phonon simulation results, interestingly, it is clearly found that
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in the nanostructured Si film, phonons travel in a non-diffusive way (ballistic phonon transport). On the
other hand, in the nanostructured SiGe film, although simple diffusive phonon transport occurs, extre-
mely-low thermal conductivity (~0.81 W m~ K™% close to that of amorphous Sip;Geg s (~0.7 W m™t K™
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Introduction

Thermal management has been increasingly demanded due to
various heat issues, e.g. a vast amount of waste heat, heat gene-
ration in miniaturized electronic devices, etc. In the context of
managing heat conduction, it is required to comprehensively
understand phonon transport characteristics, like behaviors as
ballistic phonon transport. To this aim, a lot of researchers
have suggested unique nanostructures tailoring phonon trans-
port in light of experiments and theories." A coherent
phonon effect was observed at room temperature in the super-
lattices (SLs) with several nm periodicity.'®'® In the two-
dimensional Si phononic crystals with a nanohole periodicity
of ~500 nm, the ballistic phonon particle-like transport was
detected."® On the other hand, materials containing nanocrys-
tals have been paid attention for thermal conductivity

reduction in the thermoelectric field.?°* In such materials,
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is achieved due to the combination of the alloy phonon scattering and Ge nanodot scattering.

recent theoretical studies reported the interesting phonon
wave properties indicating that a nanodot (ND) can work as a
resonator in analogy with photonic crystals.'®'® However, the
actual nanostructures include unwanted and undefined struc-
tural features, such as interface defects, impurities, strain, etc.,
making it difficult to classify the contribution of each scatter-
ing process to phonon transport and especially to observe an
interesting phonon wave effect.

We have developed the formation technique of well-con-
trolled nanostructures in the films, such as epitaxial NDs with
several nm to tens of nm in size.'>'*1726:28739:3337 gyt con-
nected Si NDs exhibited extremely-low thermal conductivity, x
(~0.78 W m™" K™')"> compared with other crystal Si materials.
Thanks to the well-controlled nanostructured interfaces, it was
revealed that this ultralow « value was brought by confinement
of phonon propagation close to the Cahill-Pohl limit."” In
recent years, we observed the dependence of thermal resis-
tance (TR) on the ND size in Si films containing epitaxial Ge
NDs (Ge ND/Si films) (Fig. 1(a)), which is similar to the charac-
teristics of Rayleigh-Mie scattering in light propagation
(Fig. 1(b))."? 1t is intriguing whether this comes from the wave-
like characteristic of phonon. However, it remains unclear
whether it is possible to observe the non-diffusive coherent
scattering in such nanostructured materials.

In this study, we investigate the existence of the interference
effect of the ballistic phonon transport in the films containing
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Fig. 1 (a) Conceptual illustration of the epitaxial Si or SiGe thin films
containing Ge NDs. (b and ¢) The phonon scattering illustration near the
Ge ND in (b) the Si layer and (c) the SiGe layer.

well-controlled Ge NDs by comparing Ge ND/Si films with SiGe
films containing Ge NDs (Ge ND/SiGe films) because compar-
ing these two nano-systems with/without strong alloy phonon
scattering (Fig. 1(c) and (b)) makes it easy to separate ballistic
or diffusive transport. The TR in a ND layer, Ryp, in the Ge
ND/Si films shows peculiar ND size dependence, whereas the
Ryp of the Ge ND/SiGe films is almost constant. From finite
difference method simulations in diffusive phonon transport
and coherent transport, and ND size dependence of the ND
cross section, it is concluded that in the Ge ND/Si films,
phonon travels in a non-diffusive (ballistic) way, while in the
Ge ND/SiGe films, diffusive phonon scattering mainly contrib-
utes to the heat conduction. Furthermore, due to the ND inter-
face scattering and alloy phonon scattering, the Ge ND/
Siy.s5Gey o5 films exhibit an ultralow « value (~0.81 W m™" K )
which is in the lowest class among reported SiGe-based single-
crystal materials including SLs and Stranski-Krastanov (SK)
ND SLs. This phonon transport control has a large impact on
the thermal conductivity reduction research in the thermoelec-
tric field.

Experimental and computation details

The Ge ND/Sij 75Geq 25 films and the Ge ND/Si films were epi-
taxially grown on Si(001) substrates (electrical resistivity:
>1000 Q cm) using the ultrathin Si oxide film technique in an
ultrahigh molecular beam epitaxy chamber equipped with
Knudsen cells for Si and Ge at a base pressure of ~1 x 107° Pa.
The Si substrates were cleaned by a standard wet chemical
process using a mixture of sulphuric acid and diluted HF solu-
tion. Then, the substrates were introduced into the chamber
and degassed at 550 °C for ~5 h. After 50 nm-Si buffer layers
were formed at 500 °C to obtain clean Si(001)-(2 x 1) recon-
structed surfaces, the ultrathin Si oxide layers were formed by
slightly oxidizing the Si surfaces at 500 °C for 10 min under an
oxygen pressure of 2 x 10~! Pa. To fabricate the Ge ND/
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Sip.75Geo 55 films, the following three processes were repeated
eight times: (1) epitaxial Ge NDs (size: 3-25 nm) were formed
on the ultrathin Si oxide layers by depositing Ge at 500 °C,
where nanowindows are formed in the ultrathin Si oxide layers
and then the Ge NDs are directly connected with the Si surface
through the nanowindows leading to the epitaxial growth. (2)
Sip.75Geg.25 layers (12-58 nm) were formed on the Ge NDs by Si
and Ge codeposition at ~400 °C at a deposition rate of Si and
Ge to ~3:1. (3) The ultrathin Si oxide layers were formed by
oxidizing the Siy ;5Gey s layers at 450 °C for 10 min under an
oxygen pressure of 2 x 10~* Pa. In the case of the Ge ND/Si
films, the Si layers were formed instead of the Sij,5Geg.s
layers in the process (2), and the ultrathin Si oxide layers were
formed by oxidizing the Si layers instead of the Sij-5Geg.s
layers in the process (3). According to the previous study,’” a
few monolayer (ML) Ge can diffuse into Si oxide layers.
Therefore, the ultrathin Si oxide layers are ~1 ML Si;_,Ge.O,
layers with a few ML Ge (referred to as “SiGeO,”) in Ge ND/
Sip.75Gep o5 films and ~1 ML SiO, layers with a few ML Ge
(referred to as “SiO,-Ge”) in the Ge ND/Si films. In this way,
the Ge ND/SiGe films and the Ge ND/Si films were fabricated
by stacking one cycle structure eight times, where the one
cycle structure is composed of Si,;5Gey,5 (or Si) layers with
layer thicknesses, L, and Ge NDs with the size D on the Si
oxide layers with a few ML thickness (Fig. 1(a)). The epitaxial
stacked films are referred to as the Ge ND (D)/Siy.75Geq.25 (L)
film or Ge ND (D)/Si (L) film. To investigate the effect of the Si
oxide layers, we also fabricated the ND free samples, that is,
the Ge ND (0 nm)/Siy ,5Geg 5 films and the Ge ND (0 nm)/Si
film. In these samples, Si, ;5Geg 25 NDs and Si NDs were grown
instead of Ge NDs in the process (1), respectively. The Ge ND
(0 nm)/Siy ;5Geg 5 film has one cycle structure, not stacked
one. The details of the Ge ND/Si films were also described
elsewhere.13,26,29,30,35

In situ reflection high-energy electron diffraction (RHEED)
observations were made with a 20 keV electron beam incident
in the (110)5 direction. High resolution scanning trans-
mission electron microscopy observations were made with a
200 keV electron beam incident in the (110)g; direction. The «
values along the cross-plane direction at room temperature
were measured by the 2o method,"***?? where we prelimina-
rily deposited Au transducer films on the samples for detec-
tion of the thermoreflectance signal. In the « analysis, the
interfacial thermal resistance between the Au films and the
sample surfaces was removed using a reported value of 1.9 x
10~% m®> K W™ 1."® In situ scanning tunneling microscopy (STM)
observations were made to determine D and ND coverage at
room temperature using a sharp W tip.40 The ND coverage
corresponds to the ND cross sectional ratio,d in the view of
perpendicular direction to the film.

To estimate the Ryp values in the films containing Ge NDs
in the diffusive phonon transport, we simulated the tempera-
ture distribution of the one cycle structure using a three
dimensional heat conduction equation, whose details are
described in the ESIL.{t To calculate the transmitted and
reflected energy in the coherent phonon transport, elastic wave
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propagation in three dimensional media was simulated on the
linearized elasticity theory and a stress-stiffness tensor formu-
lation, whose details are described in the ESL}

Results and discussion

Structural analyses of films containing Ge NDs formed by the
ultrathin Si oxide film technique

Fig. 2(a) shows the RHEED pattern of the Sij,5Ge »5 layer in
the 8th cycle structure of the Ge ND (~8 nm)/Siy;5Geo.s
(~22 nm) film. This spotty pattern indicated that the
Siy.75Geg 5 layer was epitaxially grown with a rough surface.
Fig. 2(b) shows the low-magnification cross-sectional annular
dark field transmission electron microscopy (ADF-TEM) image
of the Ge ND (~8 nm)/Siy 75Ge.»5 (~22 nm) film. Although the
roughness of the Si,;5Geq,s layers gradually increased with
the stacking number of one cycle structure, which is consistent
with the RHEED result, because of the rough morphology of
the Ge NDs, the stacked structure was well formed; the Ge NDs
with a quasi-uniform size (bright spots) were periodically sep-
arated by the Si,;5Ge,5 layers. Fig. 2(c) shows the enlarged
image of the region near the Ge NDs (the region marked by
the dotted square in Fig. 2(b)). The Ge NDs (marked by the
dashed lines) had hemispherical structures and there was a
dark line of the ultrathin Si oxide layer below the Ge NDs.
There were almost no defects at the interfaces of NDs/Si oxide/
Siy.75Gey »5 layer. The ultrathin Si oxide layer was composed of
~1 ML Si;_,Ge,;0, formed by an oxidizing Si, ;5Geo .5 layer and
a few ML Ge (SiGeOy), where Ge atoms diffused into the Si
oxide layer during the growth.37 Thus, the epitaxial Siy;5Geg .25
films containing uniformly-sized Ge NDs/Si oxide layers with
almost no defects were formed. On the other hand, in the case

(@)

SiGe layer in 8th cycle

Siy 75Ge 55 layer

Si oxide layer
(SiGeO,) Ge NDs

4

Zm Si substrate

Fig. 2 (a) RHEED pattern of the Sip 75Geg 25 layer in the 8th cycle struc-
ture of the Ge ND (~8 nm)/Sip 75Geg 25 (~22 nm) film. (b and c) Cross-
sectional ADF-TEM images of the Ge ND (~8 nm)/Sip 75Geg 25 (~22 nm)
film: (b) low and high (c) magnifications. The image in (c) corresponds to
the region marked by the dotted square in (b).
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of the Ge ND/Si films, the structure analyses were reported
elsewhere, and it was confirmed that the Si films contained
well-controlled Ge NDs/ultrathin Si oxide layers with almost no
defects like the Ge ND/Siy5Geg .5 films.'*2¢293%3% The ultra-
thin Si oxide layer in the Ge ND/Si film was composed of ~1
ML SiO, formed by an oxidizing Si layer and the diffused Ge
(Si0,-Ge).”” Note that it was reported that the NDs formed by
the ultrathin oxide films were randomly distributed with
almost constant separation on the underlying layer'*?>%?28?2933
and in this paper, we confirmed this distribution of Ge NDs
on the Si or SiGe layers (see the ESIT).

Thermal conductivities of epitaxial films containing Ge NDs

Fig. 3(a) shows the « values of the Ge ND/Si, ;5Ge, »5 films and
the Ge ND/Si films as a function of L with other reported
values.”>*'™** In the whole L range, our Ge ND/Si,-5Geq.s
films exhibited lower x values than the Ge/Si SLs,*"*? the SK
Ge NDs/SiGe SLs,” and our Ge ND/Si films."® The Ge ND
(~8 nm)/Sip,5Gepss5 (~12 nm) film exhibited an ultralow «
value of ~0.81 W m~* K™* which is close to that of amorphous
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Fig. 3 The L dependence of (a) x and (b) TRC. In (a), the red dashed and
the red dotted lines are the eye-guides for the Ge ND/Si films with the
small and the large Ge ND sizes, respectively. The black dotted line is
the eye-guide for the Ge ND/Sip75Geg 25 films. In (b), the black dotted
line for the Ge ND (8 nm)/Sig75Geg 25 film is the line-fitted curve with
eqgn (1) and the red dashed line for the Ge ND (8 nm)/Si film shows no
dependence of TRC on the L. Ryp values for the Ge ND/Si films are
roughly consistent with those of our previous study.'® In the right side of
(b), the schematics of one cycle structures, and the thermal circuit
model of the Ge ND/SiGe films: TRC = Lpsige + Rnp-
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Sip,Geps (~0.7 W m™ K '),* and is in the lowest class in the
ever-reported SiGe-based single-crystal materials. This high-
lights that the Ge ND/Si ;5Geg »5 films formed using the ultra-
thin Si oxide film technique can be a good thermoelectric
material in terms of low «. It should be noted that the depen-
dencies of x on the ND size and on the L in the Ge ND/
Sip75Geg o5 films differed from those in the Ge ND/Si films.
The « values of the Ge ND/Siy 75Gey »5 films did not depend on
the ND sizes, whereas the Ge ND/Si films showed an increas-
ing x tendency with the ND size decrease. The Ge ND/
Sip.75Gey.»5 films displayed the weak L dependence of x unlike
the Ge ND/Si films with the strong L dependence. Therefore,
the present size dependence difference reveals that the contri-
bution of the Ge NDs to phonon transport in the Ge ND/
Sip.75Ge.»5 films is substantially smaller than in the Ge ND/Si
films. Note that it is difficult to simply compare with reported
size dependence of two-dimensional materials*®> because of
the different measurement direction: normal thermal trans-
port for our films (stacking structures of ND layers), and trans-
verse and longitudinal thermal transport for the reported two-
dimensional materials.*?

To clarify the contribution of the Ge NDs to phonon trans-
port, the thermal resistance per one cycle structure (TRC) was
experimentally acquired by dividing the total TR of the films
by the stacked number of 8. Fig. 3(b) shows L dependencies of
TRC in the Ge ND (~8 nm)/Siy ;5Geo 5 films and the Ge ND
(~8 nm)/Si films. The TRC values of the Ge ND/Si films were
constant when increasing L, revealing that phonon scattering
in Si layers is negligible in the heat conduction in the Ge ND/
Si films. Namely heat conduction is dominated by phonon
transport in a ND layer. Then, when TR created by phonon
transport in a ND layer is described as Ryp, Ryp is equal to the
TRC in the Ge ND/Si film case. On the other hand, in the case
of the Ge ND/Siy ;5Gey 5 films, the TRC values monotonically
increased with L, which is presumably due to the alloy phonon
scattering in SiGe layers. Therefore, we assumed the thermal
circuit model, as shown in the right side of Fig. 3(b). Therein,
the TRC is modeled by

TRC = Lpsige + R, (1)

where psige is a thermal resistivity of the SiGe layer and Ryp is
a TR in the Ge ND layer. By fitting the TRC with eqn (1), the
psige and Ryp were acquired to be ~0.38 = 0.03 m K W' and
(8.1 + 1.9) x 107° m* K W™, respectively. The psige value
almost agreed with the thermal resistivity of the epitaxial
Sip.75Geg 25 films on the ultrathin Si oxide films on Si (~0.45 +
0.01 m K W) (see the ESIf), validating this circuit analysis
model. Thus, Ryp values, which indicate the prevention of
phonon transport by the Ge NDs, were well extracted from the
total TRC by this analysis.

In the case of Ge ND/Siy 75Gey »5 films, the diffusive phonon
transport was presumably dominant in the whole structures
because the thermal circuit model was applicable. However,
there is a possibility that the Ryp itself, the prevention of
phonon transport by the Ge NDs, might originate from the
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feature of the coherent phonon in the nano-system. To investi-
gate the origin of TR created by phonon transport in a ND
layer, the Ryp values in the Ge ND/Sij;5Geg,s films with
various ND sizes were estimated from eqn (1) using psige of
~0.38 m K W' as mentioned above, while those in the case of
the Ge ND/Si films were obtained by TRC. The Ryp values are
plotted as a function of the Ge ND size in Fig. 4. Ryp values at
ND size of 0 were measured for the film structures of
Sig.75Gegos or Si/Si oxide (ND-free structure), exhibiting
thermal resistance caused by the ultrathin Si oxide film
without NDs (see the ESIT). The Ryyp for the Ge ND/Siy 55Geg 25
film case is almost constant in the whole ND size range, where
the uncertainty is relatively large due to the estimation with
eqn (1). Ryp values for the Ge ND/Si films are roughly consist-
ent with those of our previous study."® It should be noted that
the Ryp value for the Ge ND/Si film case shows peculiar ten-
dency; Ryp increases when the ND size increases up to
~15 nm, and Ryp is saturated in the ND size of >~15 nm. At
first, we simulated the Ryp values using a three dimensional
heat conduction equation in the diffusive phonon transport
(see the ESIt). As mentioned above, the actual one cycle struc-
ture is composed of the Si or Sij ;5Gey »5 layers and the Ge NDs
on a few ML thick Si oxide (SiO,-Ge or SiGeO,) as shown in the
inset of Fig. 4. The thermal properties (the thermal resistances
and interfacial thermal resistances) of the Si oxide layers (SiO,-
Ge or SiGeO,) are unknown because they have SiO, or
Si;_,Ge,0O, with just ~1 ML thickness and could include a few
Ge ML.*” Therefore, in this simulation, we used the experi-
mental Ryp value at ND size of 0 as the thermal properties of
these ultrathin Si oxide layers in the inset of Fig. 5(a). We also
used the values of the interfacial thermal resistance of the Si/
Ge (3.1 x 107? m®> K W "),*° and the « values of Si (156 W m™*
K™, Sig-5Gegas (7.7 Wm™ K™)"® and Ge (60 W m™" K1),
and the interfacial thermal resistance of the Si, 55Ge, ,5/Ge was

12F Ge ND/SI {
< 10}
=
= 81 Ge ND/SiGe
E - EEEEEEEEN -m
@ 6F
o
X 4 Ge ND
()]
Q:z 2 "a few ML Si oxide
0 (SiOz-Ge, SiGeOy) Si or SiGe
ui | 1 | |

0 10 20 30 40
Ge ND size (nm)

Fig. 4 The Ge ND size dependence of Ryp of the Ge ND/Si films (the
red circles) and the Ge ND/Sip75Geg 25 films (the black triangles). The
dashed and dotted curves are the eye-guides.
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Fig. 5 (a) The Ge ND size dependence of the simulated Ryp by heat
conduction in diffusive phonon transport. The inset in (a) is a simulated
schematic. (b) The simulated schematic and (c) a typical simulated wave
distribution image (zz-component of the stress tensor) at a time of ~60
fs after inputting a coherent vibration pulse in coherent phonon trans-
port. (d) The Ge ND size dependence of the reflected energy ratio
obtained from simulation of coherent phonon transport (left axis) and
the Ge ND coverage (right axis). The dotted and dashed lines are the
eye-guides of the reflected energy ratio and 6, respectively.

estimated to be 1.66 x 107> m> K W' from that of the Si/Ge by
assuming that the interfacial thermal resistance is linear to
the atomic mass ratio.*®*° As shown in Fig. 5(a), the simulated
Ryp values were constant in the whole Ge ND size range,
except for Ryp at an ND size of ~40 nm for the Ge ND/Si film
case. In the Ge ND/Si, 55Ge, 5 film case, the simulation results
reproduced the experimental result (Fig. 4), indicating that
diffusive phonon transport is dominant in this nano-system
presumably due to the strong alloy phonon scattering. On the
other hand, in the Ge ND/Si film case, it should be noted that
the diffusive phonon transport cannot explain the peculiar ten-
dency of the experimental Ryp, implying the possibility of bal-
listic phonon transport in the nano-system. In the coherent
phonon transport in this nanostructure, it is expected that
scattering probability (related to thermal resistance) becomes
larger when the Ge ND size becomes larger than the wave-
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length of the phonon carrying heat dominantly in analogy
with Rayleigh-Mie scattering of light.*®

In the Ge ND/Si film cases with ballistic phonon transport,
we simulated coherent phonon transport by linear elastody-
namic simulation (see the ESIT). A typical simulated schematic
and a simulated wave distribution of the coherent phonon
transport are shown in Fig. 5(b) and (c). A Gaussian-enveloped
coherent vibration pulse with the root-mean-square speed in
Bose distributions at 300 K was applied at each node on the
input plane above the Ge ND in Fig. 5(b) independently of the
static system, and the scattered wave transport was simulated.
Then, as shown in Fig. 5(d), the total reflected energy ratio was
calculated using the equation of 1 — T/T,, where T, and Tp,
are the transmitted wave energies without the Ge ND and the
Si oxide layer and with Ge ND size of D nm, respectively. In the
ND size less than 15 nm, the tendency of the reflected energy
ratio roughly agrees with that of ND-size dependence of the
experimental Ryp in the Ge ND/Si film case (Fig. 4). Fig. 5(d)
also reveals that there seemed to be an offset value (~0.8)
related to a high reflected energy ratio at a ND size of 0. These
results indicate that phonons can travel coherently in one
cycle structure with NDs sandwiched by the ultrathin Si oxide
layer although most phonons transmit through the ultrathin Si
oxide layer non-coherently. In a typical simulated image in
Fig. 5(c), a long wavelength standing phonon wave exists
inside a ND. This indicates that the ND can work as a resona-
tor like phononic crystals. However, it was difficult to find the
clear resonance feature in the ND-size dependence of the
reflected energy ratio in this ND size range. Even if some
phonons with certain wavelengths are resonated, the heat con-
duction caused by various phonons does not always exhibit
the resonance feature. Furthermore, the transmission spec-
trum reveals that the transmitted wave spectrum is limited
within the frequency range less than THz, implying that the
ND-size dependence of the experimental Ryp in the Ge ND/Si
film case is due to low-frequency phonons as shown in the
Fig. S5(c) in the ESLft This is also consistent with phonon
wave-packet dynamics,”® which supports reliability of our
simulation.

As mentioned above, there was no clear resonance feature
of the ND coming from coherent interference in the heat con-
duction. Therefore, we discuss the interference effect by com-
paring the ballistic phonon transports with/without inter-
ference (see the ESIf). A particle-like phonon model traveling
straight among the interfaces is virtually considered as the bal-
listic phonon transport without interference. In this virtual
phonon transport model, the scattering probability of heat
flow by NDs is proportional to the § value because NDs are a
target for the particles traveling straight. We estimated the 6
values in the view of perpendicular direction to the film,
which is corresponding to the ND coverage (see the experi-
mental method and ESIf), as shown in Fig. 5(d). The depen-
dence of the @ value on the ND size also roughly agrees with
the Ryp in the Ge ND/Si films (Fig. 4) in the smaller ND size
range (<~15 nm), indicating that the predicted ND size depen-
dence of Ryp in the virtual ballistic phonon transport without
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interference has a similar tendency to that in coherent trans-
port (ballistic transport with interference). This indicates that
it is difficult to identify the interference effect such as the reso-
nance feature in the experimental ND-size dependence of Ryp
in the Ge ND/Si film case. However, the present experiment
revealed that phonons travel in a non-diffusive way in the Ge
ND/Si system with the ND size less than ~15 nm unlike the Ge
ND/SiGe system. This finding comes from the fabrication of
well-controlled ND structures into the two largely-different
systems in terms of phonon transport: Si and SiGe layers.

On the other hand, the lack of the dependence of Ryp
values in the Ge ND/Siy ;5Geg »5 films is because large contri-
bution of diffusive alloy phonon scattering in the Siy ;5Geg 25
layers hides that of the resonance effect in the Ge ND, even if
the Ge NDs work as resonators for phonons. However, in
terms of aiming at the smallest thermal conductivity in single
crystals, it is a remarkable fact that the combination of the
strong alloy phonon scattering and the scattering by ultrasmall
NDs actually brings the ultralow « in epitaxial crystals: ~0.81
W m™ K™! in the Ge ND/Siy ,5Geg 5 film close to the amor-
phous value (~0.7 W m™" K™' for Siy,Geos)."* This gives a
large impact on the thermal conductivity reduction research in
the thermoelectric field.

Conclusions

This study investigated the phonon transport in the well-con-
trolled Ge ND system by comparing the thermal properties of
the Ge ND/Si films with those of the Ge ND/SiGe films. The
Rxp displayed a peculiar ND size dependence in the Ge ND/Si
films, while in the Ge ND/SiGe films, the Ryp shows a constant
value because the diffusive alloy phonon scattering in the SiGe
layers was dominant. The heat conduction simulation in
diffusive phonon transport precisely reproduced the experi-
mental data in the Ge ND/SiGe films. On the other hand, in
the Ge ND/Si films, from the simulation of coherent phonon
transport and the cross-sectional ND ratio result, it was found
that the peculiar ND size dependence of Ryp comes from the
ballistic phonon transport. In addition, the Ge ND/Siy 75Ge 5
films exhibited an ultralow « value (~0.81 W m~" K™ %) close to
the amorphous value (~0.7 W m™" K" for Siy,Gey3), and the
obtained value is in the lowest class in reported SiGe-based
single crystal materials including SLs and SK ND SLs. This has
a large impact on the thermal conductivity reduction research
in the thermoelectric field.
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