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A phenoxyaniline-based macroinitiator is utilized for the first time in order to produce phenoxyaniline-

block-poly(methyl methacrylate) composites through single electron transfer-living radical

polymerization (SET-LRP) under mild conditions. A different weight percentage of Cloisite 93A is added
into the polymer mixtures in order to increase their biochemical properties. The prepared block
copolymer nanocomposites are characterized using ATR-IR, UV-vis-spectroscopy, XRD, Raman, TGA,
DSC, a particle size analyzer, contact angle measurements and SEM in order to characterize their
properties.
nanocomposites are successfully applied in two different cancer cell lines (prostate adenocarcinoma and

structural, thermal, surface and morphological Further, the developed polymeric

lung cancer), which show excellent anticancer properties. Also, acridine orange/ethidium bromide (AO/
EtBr) dual staining is performed, which causes drastic cell death by apoptosis in both A549 and PC-3 cell

lines, which indicated that the prepared polymeric nanocomposites effectively inhibit the cell

proliferation and induce the apoptosis in both the cancer cells. Here nanoclay is used for cancer
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Accepted 14th September 2023 reatment because of its complete water solubility, which essentially causes the formation of a cationic
complex between the clay and drug through electrostatic interactions. Hence, the exchange of ions

DOI: 10.1035/d3na00644a between the clay and other ions in the biological environment leads to inhibition of the proliferation of
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1 Introduction

To date, chemotherapy is one of the major techniques to treat
many cancers. However, during the chemotherapy treatment,
some healthy cells can also be destroyed, leading to serious side
effects. In order to address this issue in the chemotherapy
treatments of various tumour cells, some alternative cancer
treatments have emerged, including targeted drug delivery
systems.” Nano-based drugs or medicines are playing a major

“School of Chemical Engineering, Yeungnam University, 280 Daehak-Ro, Gyeongsan,
Gyeongbuk 38541, Republic of Korea. E-mail: sshan@yu.ac.kr

School for Advanced Research in Petrochemicals (SARP)- ARSTPS, Central Institute of
Petrochemicals Engineering & Technology (CIPET), Govt. of India, Chennai, 600032,
India. E-mail: precymurali@gmail.com

‘Centre for Nano and Material Sciences, Jain University, Bangalore 562112,
Karnataka, India

“Department of Pharmacology, Indira Medical College and Hospitals, Tiruvallur,
Tamilnadu, 631 203, India

‘Department of Chemical Engineering, School of Mechanical, Chemical and Material
Engineering, Adama Science and Technology University, Adama, P.O. Box: 1888,
Adama, Ethiopia. E-mail: ramesh.redrouthu@astu.edu.et

/Vels Institute of Science Technology and Advanced Studies (VISTAS), Pallavaram,
Chennai 117, India

5870 | Nanoscale Adv, 2023, 5, 5870-5879

prostate adenocarcinoma and lung cancer cells in the system.

role in this field by contributing many advantages over drug
delivery methods, diagnosis, enhanced cancer imaging, target-
ing of particular cancer cells, etc. Moreover, nano-based drugs
can enhance active or passive cancer targeting and thus
increase the selectivity, lower the toxicity and prolong the half-
life span in the human body. Also, surface-charge of nano-
particles (such as clay particles) plays an important role in their
interaction with the cell surface for effective cellular uptake.”
Modifying an existing drug is an important approach for the
progress of novel anti-cancer agents.

In this direction, Kumar et al. reported azo-Schiff base
ligands like 2-((E)-((4-(diethylamino)phenyl)imino)methyl)-4-
((B)-((2-phenylamino)phenyl)diazinyl)phenol containing Zn(u)
complexes, which have been analyzed for their effective cyto-
toxicity properties against the Hut-78 cell line.®> Hosseini et al.
also reported a doxorubicin-based bentonite nanoclay complex
and used it to treat melanoma cells, which showed effective
targeted drug delivery properties.* Generally, nanoparticulate
clay, which we used in anti-cancer treatment, has drawn great
attention as a drug carrier due to their better bio-compatibility,
high specific surface area and high adsorption behavior. For
example, aluminosilicate-based nanoclay acts as an excellent

© 2023 The Author(s). Published by the Royal Society of Chemistry
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drug delivery carrier in cancer cell lines for particular tumour
sites.” On the other hand, the most frequently used acrylic
derivative polymers such as polymethyl methacrylate, poly-
methacrylic acid and acrylamide enable the effective controlled-
release of drugs in active tumour cells.*” Rao et al. reported
acrylic derivative-based PMMA microgels for the controlled
release of an anti-cancer treatment, which suggested that the
ionic transport was controlled more by relaxation of poly(-
methacrylic acid) gel due to the occurrence of ionization of
carboxylic groups through electrostatic repulsion between
adjacent ionized groups.®'® Seyedeh et al.'® also reported PMMA
coated chitosan-glutathione conjugates, which have been
analyzed for their anticancer activities against NIH 3T3 and
T47D breast carcinoma cells, and HT29 and CaO, colon cell
lines. Several researchers have attempted to synthesize various
co-polymer materials (di-block or triblock) for anticancer
treatments thanks to their sensitivity, selectivity, compatibility
and low cytotoxicity with different cancer cell lines. In this way,
Caner et al. reported a paclitaxel-based drug loaded amphiphilic
star hyperbranched block copolymer for targeted anti-cancer
applications.® In this direction, herein, we have utilized the
above characteristic behavior of copolymers in cancer cells and
to the best of our knowledge, this is the first time that phe-
noxyaniline-block-PMMA through single electron transfer-living
radical polymerization has been introduced for anticancer
treatments against prostate adenocarcinoma and lung cancer
cell lines.

2 Experimental
2.1 Materials

Methyl methacrylate (MMA: CsHgO,, M,,: 100.12 g mol ™', and
99% purity) monomer and 3-phenoxyaniline (C;,H;1NO, M:
185.22 g mol ', and 98% purity) were procured from Sigma-
Aldrich, USA and the monomer was further purified by
passing it through an alumina column (removal of inhibitor)
before use. Bromoisobutyryl bromide [(CH;3),CBrCOBr],
N,N,N' N" N"!-pentamethyldiethylenetriamine [PMDETA,
[(CH3),NCH,CH,],NCH3;)], and copper (0) powder, 99.9% were
received from Sigma-Aldrich, USA and used as received. Cloisite
93A (particle size <2 um) was obtained from Rockwood Addi-
tives. Organic solvents (dimethyl sulfoxide (DMSO), triethyl-
amine (Et;N), dimethyl formamide (DMF), tetrahydrofuran
(THF), and hexane were dried and distilled before use. Lung
cancer cell lines (A549) and human prostate cancer cell lines
(PC-3) were purchased from the National Centre for Cell Science
(NCCS), Pune, India. Cell Proliferation Kit I (MTT), acridine
orange (AO), ethidium bromide (EtBr) and phosphate buffered
saline (PBS) were procured from Sigma-Aldrich, USA.

2.2 Characterization methods

Raman spectra were recorded on a confocal Raman spectrom-
eter (Alpha 300R, WITec GmbH, Germany, excited at 532 nm
using a Ne laser). FT-IR spectra of polymeric materials were
analyzed using a Thermo Scientific-NICOLET 6700 model in
transmittance mode. Scanning electron microscopy (SEM) was
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performed using a JEOL JSM-IT800 with a super hybrid lens
operated at 30 kV to afford the images. The particle size
distribution analyses were performed on a Litesizer 500 model
from Anton Paar, USA. Thermal analysis was executed using
a DSC Q-200 and TGA Q-50 from TA Instruments (WATERS),
Austria. Molecular weight distribution was determined by gel
permeation chromatography (GPC) (instrument from Shi-
madzu, Japan). UV-vis absorption spectra were recorded on an
Elico SL-159 spectrometer and X-ray diffraction (XRD) was per-
formed using Cu Ko. = 1.54060 A (instrument from Rigaku,
Japan). The surface wettability of the coated film was measured
using the water contact angle (Halmarc HO-IAD-Cam-O1B). A
micro-ELISA plate reader and flow cytometer were used and
cells were washed two times before analysis of fluorescence
intensity, further stained and viewed under a fluorescence
microscope at 20 x magnification.

2.3 Cell viability (MTT) assay

The cell viability of DST-28 (phenoxyaniline-b-PMMA with
nanoclay) treated PC-3 cells was assessed by MTT assay. The
assay is based on the reduction of a soluble yellow tetrazolium
salt to insoluble purple formazan crystals by metabolically
active cells. PC-3 cells were plated in 48 well plates at
a concentration of 2 x 10* cells per well. 24 hours after plating,
cells were washed twice with 500 pL of serum-free medium and
starved by incubating the cells in the serum-free medium for 3
hours at 37 °C. After starvation, cells were treated with DST-28 at
different concentrations (10-120 pg mL ") for 24 hours. At the
end of treatment, the medium from the control and DST-28
treated cells was discarded and 200 pL of MTT containing
DMEM (0.5 mg mL~") was added to each well. The cells were
then incubated for 4 h at 37 °C in a CO, incubator. The MTT
containing medium was then discarded and the cells were
washed with 1x PBS. The crystals were then dissolved by adding
200 pL of solubilization solution and this was mixed properly by
pipetting up and down. Then the formazan crystals formed were
dissolved in dimethyl sulfoxide (200 pL) and incubated in the
dark for an hour. Then the intensity of the color developed was
assayed using a micro-ELISA plate reader at 570 nm. The
number of viable cells was expressed as a percentage of control
cells cultured in a serum-free medium. Cell viability in the
control medium without any treatment was represented as
100%. The cell viability is calculated using the formula: % cell
viability = [570 nm treated cells/570 nm control cells] x 100.
Based on the MTT assay, we selected the optimal doses (IC-50:
40 pg mL ™Y for further studies. Analysis of cell morphology
changes using a phase-contrast microscope: 3 x 10* cells were
seeded in 6 well plates and treated with DST-28 (40 ug mL ™~ for
PC-3 cells) for 24 h. At the end of the incubation period, the
medium was removed and cells were washed once with phos-
phate buffered saline (PBS pH 7.4). The plates were observed
under a phase-contrast microscope. Cell viability of DST-24
treated A-549 lung cancer cell lines was assessed using MTT
assay. The assay was based on reducing the soluble yellow
tetrazolium salt to insoluble purple formazan crystals by
metabolically active cells. In this study, the A-549 cells were
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plated in 48 well plates (2 x 10* cells per well). After 24 h, cells
were washed twice with 500 uL serum free medium and starved
for 3 h at 37 °C. Then, the cells were treated with DST-24 (25-150
pg mL ") for 24 h. After treatment, control and treated cell
media were discarded. The MTT (200 pL, 0.5 mg mL™" in
DMEM) was added, incubated for 4 h at 37 °C, and then dis-
carded. Cells were washed with 1x PBS. The crystals were dis-
solved using 200 pL solubilization solution, mixed and then
dissolved in DMSO (200 pL). Intensity was measured at 570 nm
using a micro-ELISA plate reader. Viable cells were expressed as
a percentage of control in serum-free medium (100%) for
untreated control. Optimal doses (IC-50: 50 pg mL™ ') were
selected based on MTT assay. The change in cell morphology
was analyzed using a phase-contrast microscope. Around 3 x
10" cells seeded in 6-well plates were treated with DST-24 (50 pg
mL ") for A-549 cells for 24 h. After incubation, the medium was
removed, and cells were washed with PBS (pH 7.4).

2.4 Determination of the mode of cell death by acridine
orange (AO)/ethidium bromide (EtBr) dual staining

The effects of DST-28 in PC-3 cell death were also determined by
AO/EtBr dual staining as described previously.'* The cells were
treated with DST-28 for 24 h and then the cells were harvested
and washed with ice-cold PBS. The pellets were resuspended in
5 uL of acridine orange (1 mg mL™") and 5 uL of EtBr (1 mg
mL~"). The apoptotic changes of the stained cells were then
observed using a fluorescence microscope.

2.5 Synthesis of the phenoxyaniline (PA) based
macroinitiator

0.37 g of 3-phenoxyaniline was dissolved in 15 mL of DCM,
further transferred into a 50 mL round-bottom flask and kept in
an ice bath. After 30 min, 0.54 mL (2 mM) of trimethylamine
was added to the above mixture and stirred for another 30 min
at 0 °C. Ice cubes were added into the ice bath to bring the
temperature to 0 °C. After, that 0.48 mL (2 mM) of a-bromoi-
sobutrylbromide was added drop by drop using a glass syringe
and stirred for 24 h at 0 °C under a N, atmosphere (see
Scheme 1). Finally, 20 mL of diethylether was used to terminate
the reaction and further obtain white color crystals (PA-
initiator).

2.6 Preparation of phenoxyaniline-b-PMMA through the
SET-LRP method

0.25 g of 3-phenoxyaniline-based initiator was dissolved in 5 mL
of tetrahydrofuran (THF) and 2 mg of degassed Cu(0) powder
was added into the above mixture. The mixture was transferred

©'°© ¢ Opgor LC 5 ©/°\©

NH,
3-phenoxyaniline

Bromo isobutyryl bromide

Scheme 1 Synthesis of the phenoxyaniline based macroinitiator.
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Scheme 2 Synthesis of phenoxyaniline-b-PMMA through SET-LRP.

into a 50 mL round bottom flask. Further, deoxygenated MMA
(4.0 mL) was added to the mixture via syringe and the reaction
mixture was degassed by four freeze-pump-thaw cycles. Finally,
4.63 mg of PMDETA was added to the mixture and stirred in
a thermostatic oil bath at 65 °C for 20 h under a N, atmosphere.
After that, different concentrations of Cloisite 93A [DST-24 (0%),
DST-25 (1%), DST-27 (2%), and DST-28 (3%)] were dissolved in
3 mL of THF and added into the above mixture and further
stirred at 60 °C for 4 h. After 24 h, the polymer functionalization
reaction was terminated by pouring the mixture into 150 mL of
hexane. The resulting precipitate was filtered, redispersed in
100 mL of THF and again precipitated to remove the unreacted
monomer and Cu(u)/PMDETA complex. The procedures were
repeated several times before analyzing the molecular weight by
GPC. A pale gray solid was obtained after vacuum drying for 30 h
(see Scheme 2). All the experimental data are depicted as the
mean of two or three individual experiments. Deviations from
mean differences are presented as mean =+ SD. The cells were
treated with different concentrations (0, 25, 50, 75, 100, 125 and
150 pg) for 24 h.

2.7 Statistical analysis

The cytotoxic effects of DST-24 on A549 cells were determined
using the MTT assay. The cells were treated with different
concentrations (0, 25, 50, 75, 100, 125 and 150 ug) for 24 h. 50%
inhibition was observed at a concentration of 50 pg mL™* (p
value: 0.0215), which was taken as the IC-50 value for further
experiments. Data are presented as mean + SD (n = 3).
*Significant compared with the control-blank group, p < 0.001.

For the cytotoxic effect of DST-28 on the prostate cancer cell
line, cells were treated with different concentrations (10, 20, 40,
80,100, and 120 ug mL ") for 24 h. 50% inhibition was observed
at a 40 ug mL™" (p-value: 0.0037) concentration, which was
taken as the inhibitory concentration (IC-50) dose value and
fixed for further experiments. * signifies statistical significance
between control and treatment groups at the p < 0.05 level using
the Student-Newman-Keuls test.

3 Results and discussion
3.1 Structural identification by FT-IR and XRD

The FTIR spectra for phenoxyaniline initiator (PA), DST-24, DST-
25, DST-27 and DST-28 samples were recorded in the range of
4000-500 cm ™' as shown in Fig. 1a. In the initiator spectrum,
the stretching band at 3334 cm ™" assigned to the N-H stretch-
ing vibration is indicative of the existence of an amine group in

© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 1 FT-IR spectra of (a) the phenoxyaniline initiator (PA-INI) and
different weight percentages of polymer nanocomposites via SET-LRP
[DST-24: phenoxyaniline-b-PMMA, without clay, DST-25: 1% clay
containing phenoxyaniline-b-PMMA, DST-27: 2% clay containing
phenoxyaniline-b-PMMA, DST-28: 3% clay containing phenoxyani-
line-b-PMMA] and (b) XRD pattern of the phenoxyaniline initiator and
its composites [DST-24, DST-25 and DST-28].

the initiator. The presence of an aromatic amine group is also
confirmed by a peak at 1272 cm ™" (C-N stretching). Further, the
cyclic alkene is confirmed by the peak at 1657 cm ' (C=C
stretching); the notable peak at 687 cm ™' is attributed to the C-
Br stretching vibration and it indicates the presence of a halide
anion in the initiator, which confirms the existence of phe-
noxyaniline in the PA sample. DST-24, DST-25, DST-27 and DST-
28 composite samples have predominant peaks at 3389 cm ™ *,
which indicates the existence of N-H stretching vibration. The
band at 1726 cm ™" is the C=O0 (stretching) vibration band of
PMMA and the peaks between 740 and 1300 cm ™" have become
broad owing to the C-O-C band stretching mode of the ester
moiety from PMMA."

Compared to the PA initiator, the N-H stretching vibration
band is shifted from 3334 to 3389 cm ™' in all DST-24, DST-25,
DST-27 and DST-28. The vibrational peaks at 1386 cm™ ' and
748 cm™ ' could be attributed to the a-methyl group vibrations
and the peak at 1468 cm ™" can be assigned to the C-H bending
vibration of the ~-CH; group in PMMA." The peak at 1636 cm ™"
is assigned to the C=C (stretching cyclic alkene) band of
PMMA. Overall, the synthesized polymer units and initiator
functional groups are confirmed by the FT-IR technique.
Further, XRD analysis was carried out to investigate the crys-
talline and phase formation of the synthesized materials.
Fig. 1b shows the X-ray diffraction peaks at 21.81°and 63.87°
(JCPDS No.: 04-0783) corresponding to the diffraction planes of
(100) and (220), respectively, which is attributed to the existence
of phenoxyaniline in the PMMA composite. Fig. 1b shows the X-
ray pattern of the phenoxyaniline-based initiator, which shows
peaks at 20 = 18.71°, 20.61°, 20.91°, 25.93°, 29.96°, 31.02°
31.43°, 32.27° and 41.689°, which correspond to the diffraction
planes of (100), (100), (100), (100), (110), (110), (110), (110), and
(200) respectively. The narrow peaks of the XRD patterns clearly
confirm their improved crystalline properties. The narrow peak
at 20.61° corresponds to the highly crystalline nature of the
system, which can be attributed to the presence of halide
groups, which is also confirmed by SEM images as shown in
Fig. 4. Interestingly, while preparing the PA sample, many white
colour crystals were formed in the Petri dish as shown in Fig. 4c.

Notably, after polymerization, the composite becomes

© 2023 The Author(s). Published by the Royal Society of Chemistry
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amorphous in nature for all the samples (DST-24, DST-25 and
DST-28) due to incorporation of Cloisite at different weight
percentages. This can be due to the destruction of the ordered
arrangements of the methacrylate in the composite. This
emerged amorphous phase can cause a reduction in the energy
barrier of polymer chain segmental motion. Further, the ob-
tained XRD pattern clearly shows that the crystallinity of the
blends is decreased after it is blended with PMMA and it
becomes more amorphous in nature, which eventually causes
a greater ionic diffusion and ionic conductivity, and hence it
becomes viable to inhibit the cancer cells.

3.2 Raman spectroscopy study

Details of the intra- and inter-molecular mechanism of inter-
action between phenoxyaniline and PMMA were investigated by
Raman spectroscopy using a 532 nm laser in the spectral region
50-3500 cm ™.

The methylene group (CH, at 838 cm™ ') which is present in
the PMMA and the CH; groups at 980 cm ™ * that are attached to
the backbone of carbon and the single oxygen atoms are
denoted as a-methyl and the ester methyl and the carbonyl (C-O
at 1743 cm™ ') groups are found to be attached to the carbon
backbone respectively.”* However, some of the Raman modes
are found to be very weak in their respective region. For
example, the C-C-O symmetric stretching mode at 608 cm ™,
carbonyl group at 1743 cm™ ' and C-O-CH; at 810 cm ™" in all
three composite samples are given in Fig. 2(b-d). Notably, the
Raman shift is increased with increasing nanoclay content in
the PMMA matrixes. Fig. 2a shows the spectrum of the phe-
noxyaniline based initiator. The spectrum clearly reveals the
functional group at 1010 cm™ ' (C-O-C) and sharp N-H peak at
3313 cm ™!, which confirmed the formation of the phenoxyani-
line structure. The specially prepared composition with the
highest percentage of clay, containing phenoxy->-PMMA with

(a) Pa initiator (b) DST-24

4004
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o 1000 2000 3000 O s o0 150 2000 2500 3000 3800
z el
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Raman shift (cm™) Raman Shift (cm™)

Fig. 2 Raman spectra of (a) phenoxyaniline initiator, (b) DST-24
(phenoxyaniline-b-PMMA, without clay), (c) DST-25 (1% clay contain-
ing phenoxyaniline-b-PMMA) and (d) DST-28 (3% clay containing
phenoxyaniline-b-PMMA), and (e) GPC of DST-28 (3% clay containing
phenoxyaniline-b-PMMA).
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M,: 3112, M,: 3595 and PDI: 1.15 as shown in Fig. 2e, confirms
the success of controlled radical polymerization.

3.3 UV-vis spectroscopy, particle measurements and thermal
study

The DSC experiment was carried out in the temperature range
from —50 °C to 250 °C with a heating rate of 10 °C min~" under
a nitrogen atmosphere. The polymer composite sample of
12 mg was encapsulated in an aluminum pan. The DSC plot of
the polymer containing 3% filler shows the sharp exothermic
peak, which indicates the transition from a semi-crystalline to
amorphous phase. DSC results showed that the T, of phenox-
yaniline-b-PMMA (DST-28) is ~115 °C (see Fig. 3a). The decrease
in T, could be due to the addition of Cloisite 93A, which
increases the segmental motion of the polymer unit.

The pure PMMA has a melting temperature of around
160 °C, but phenoxyaniline-block-PMMA has a decreased T,.
The softening temperature is found to decrease when the
symmetrical structure is changed into an asymmetrical struc-
ture, which implies that there is a reduction in the crystallinity
of the polymer composite. There are three main stages of
degradation of phenoxyaniline-b>-PMMA. Moreover, the first
stage is complex for all the samples except pure PMMA. The
polymer content in the phenoxyaniline is determined by
means of TGA, which confirms the growth of the polymer on
the surface through various weight loss measurements. The
TGA trace for phenoxyaniline-b-PMMA shows a significant
shift in the weight loss towards higher temperature with

DST-24
DST-25
DST-28

0.0/ (a) DST-28 nd—
-0.5] (b)

Heat flow (W/g)
Weight (%)

50 0 50 100 150 200 250 - = 7 T

Temperature (°C) Temperature (°C)

DST-28
PAdnitiator

(€) 953.72 nm DsT-28 I (e)

309 nm

Volume (%)
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° 5000 10000 2 30 400 500 00 00

Diameter (nm) Wavelength(nm)

Fig. 3 (a) Differential scanning calorimetry (DSC) thermogram of DST-
28 (enthalpy: 599.51J g%, 10 °C min~Y), (b) thermogravimetric analysis
(TGA) of various percentages of polymer composites: DST-24 (phe-
noxyaniline-b-PMMA, without clay), DST-25 (1% clay containing phe-
noxyaniline-b-PMMA), DST-28 (3% clay containing phenoxyaniline-b-
PMMA) and phenoxyaniline initiator, (c) particle size analysis of DST-28
(3% clay containing phenoxyaniline-b-PMMA), (d) contact angle
measurements of different percentages of composites: DST-24
(phenoxyaniline-b-PMMA, without clay), DST-25 (1% clay containing
phenoxyaniline-b-PMMA), DST-28 (3% clay containing phenoxyani-
line-b-PMMA) and (e) UV-vis spectra of the macroinitiator with the
highest percentage of the composite (DST-28 with 3% clay).
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a thermal stabilization of 30 °C, which is higher than that for
a neat PMMA. The enhanced thermal stability observed for
phenoxyaniline-b-PMMA composites is influenced by the
interaction between the polymer and Cloisite, as evident from
the thermogram (Fig. 3b). The TGA curve of the initiator
distinguishes two weight loss stages during the thermal
decomposition of the sample. The first stage shows the
decomposition or loss of the absorbed and combined water
and the evaporation of residual solvent. In the second stage,
after 330 to 450 °C, it shows some decomposition of the
sample. While increasing the filler content in the polymer
network, the thermal stability is also increased. The DST-28
sample with 3% Cloisite 93A shows a drastic weight loss,
which may be attributed to the melting of the polymer. The
prepared polymer composites are stable up to 450 °C. For the
contact angle measurements by the sessile drop method,
a Holmarc HOIIDCAM-01B contact angle meter (India) video-
camera system equipped with computer software was used.
The contact angles of probe liquid were measured at 20 + 1° in
a closed chamber. The advancing contact angle of water of 100
pL volume was measured after settling droplets on the glass
surface. Then after sucking one-third of the droplet into the
syringe, the receding contact angle was measured. Fig. 3d
shows a good hydrophilic nature (DST-24, CA: 63°); however,
upon increasing the concentration of Cloisite 93A in the
polymer mixture (DST-25, CA: 80° and DST-28, CA: 121°), it
becomes hydrophobic in nature, which means that the poly-
mer composite has better wettability. Moreover, we also
analyzed the particle size of the polymer composite using
a particle size analyser, which show the average particle size is
around 953 nm (see Fig. 3c). The UV visible spectra of the
initiator and DST-28 have been analyzed ranging from 300 to
600 nm. In Fig. 3e the maximum absorption was obtained at
300 nm, which is due to the saturated aliphatic polymer with
a carbonyl group as a chromophore. The most typical absorp-
tion band for carbonyl compounds is that of the n-m* transi-
tion. This transition usually requires the smallest energy so
that the band has the largest wavelength in the region of 280-
300 nm. Interestingly, there is no evidence of absorption in the
range of 400 to 800 nm for both the samples. In Fig. 3e, the
initiator was used to polymerize the MMA monomer where the
band is observed at 300 nm and it is found that it is slightly
broad up to 450 nm due to the well-controlled polymerization.
This n-m* transition is “forbidden” in symmetry terms and,
therefore, the intensity is low after polymerization. The
observed low intensity absorption band at 320 nm may be due
to the n-c* transition occurring in carbonyl groups present in
PMMA molecules.

3.4 Morphological study by SEM

Phenoxyaniline was brominated using bromoisobutryl bromide
in dichlromethane solvent medium; after reaction, the mixture
was washed with diethyl ether several times and kept at room
temperature. After 2 days, we observed that white colour crystals
were formed after complete evaporation of the organic solvent,
which is shown in Fig. 4c. The same sample was analyzed by

© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 4 Scanning electron microscopy (SEM) images of the phenox-
yaniline initiator after complete removal of organic solvent with layer
by layer white crystals: (a) 5 um size, (b) 1 pm size and (c) photographic
image of the white crystal based phenoxyaniline initiator.

SEM, which showed layer by layer crystals with an average width
of ~100 nm (see Fig. 4a and b). It has already been recom-
mended that the morphology of layered crystals of the PA
macroinitiator strongly depended on the agreeing solvent
evaporation rate. A low solvent evaporation typically leads to
higher formation of crystals.

The prepared initiator and polymer composite samples were
investigated through SEM to evaluate the surface changes with

Fig. 5 SEM images of phenoxyaniline-b-PMMA without clay content
from (a) to (e): (a) porous structure at 10 um, (b) 5 um size, (c and d) 1
pm with an average pore size diameter of 172 nm and (e) 20 um size.
(f—j) Phenoxyaniline-b-PMMA with 3% clay content: (f) 20 um size, (g)
10 pm size, (h) 5 um size, (i) 1 pm with clay flakes approximately 170 nm
in diameter, and (j) 200 nm size.

© 2023 The Author(s). Published by the Royal Society of Chemistry
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and without the filler. Further, the macroinitiator was utilized
to polymerize the MMA monomer to afford porous polymer
composites. In Fig. 5a, the SEM micrograph of DST-24 clearly
shows the porous like structure. A quite homogeneous pore
distribution was obtained without the filler (Cloisite) with an
average pore size of 97 nm (see Fig. 5a-e). Subsequently, in the
micrograph of DST-28 containing 3% Cloisite 934, it is observed
that there are less macropores due to the higher percentage of
clay content in the PMMA network and some of the cell windows
are closed in the pore walls. The polymer composites were also
subjected to XRD, which clearly agreed with the formation of
amorphous and crystalline phases. SEM images also clearly
suggested that the incorporation of clay content in the polymer
matrixes led to an intercalated well and the higher percentages
of clay led to the agglomerated structure as shown in Fig. 5f-j
and all the clay layers were found to have an average size of 159-
163 nm, and thus could not be homogeneously dispersed in the
PMMA matrix."

3.5 Anticancer activities of phenoxyaniline-b-PMMA
(without nanoclay) against lung cancer (A549)

Based on the MTT assay, it can be inferred that there was
a significant cytotoxic activity of DST-24 against lung cancer cell
lines (A549). It was identified that the inhibitory concentration
for this DST-24 is 50 ug mL ™.

MTT ASSAY

(a)
120
100
5 80
H
o 60
®
T
]
CONTROL 25 50 75 100 125 150
Concentration (um/mL)
Control (b) (o) ° 50ug/mL
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50um, ] xRS sopl

Control 50pg/mL

DAPHI stain

Fig. 6 (a) MTT assay of DST-24 on A549 cells, (b and c) morphological
changes in the lung cancer cell line without and with treatment of
DST-24 at 50 pg mL™* for 24 h using a phase contrast microscope at
20x magnification (scale bar 50 pm), (d and e) induction of apoptosis
in the DST-24 treated lung cancer cell line and nuclei were stained
with DAPI staining and observed under a fluorescence microscope
(20x magnification, scale bar 50 um).
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Table 1 Percentages of cell viability against A-549 cell lines

IC-50, cell viability test against
. lung cancer cell lines (A-549)-DST-24

Control 25 50 75 100 125 150
80 50 45 30 25 10

1 Concentration
Percentage of cell viability 100

Comparison of the cell morphology showed the differences
in the cell morphology of the control and the cell morphology of
the cell lines treated with the DST-24. It was observed that the
number of cells decreased after treatment and the cells
exhibited cell shrinkage and cytoplasmic membrane blebbing
(see Fig. 6). Previous studies also analyzed the changes in
cellular morphology of the cancer cell line. Their studies also
confirmed similar cellular changes with increased free-floating
cells.'" The DAPI staining apoptosis test results suggest that
there was condensation of chromatin and nuclear fragmenta-
tion which occurred owing to the process of apoptosis.'® These
changes were observed under fluorescence microscopy. These
results obtained in our study are supported by the similar
studies done previously, where the most anti-cancer effects are
based on the apoptotic activity of the chemotherapeutic
agents.'”?** However, future in vivo studies need to be performed
for better understanding and usage of phenoxyaniline-)-PMMA
as a cytotoxic agent. Also, IC-50 doses and cell viability against
A-549 cell lines are shown in Table 1.

3.6 Anticancer activities of DST-28 against the prostate
adenocarcinoma cancer cell line (PC-3)

Apoptosis is a programmed cell death that serves as an
important mechanism for tissue homeostasis and cell eradi-
cation and by inhibiting metabolic activation, boosting
detoxification, or offering alternate targets for electrophonic
metabolites, these substances aid in the prevention of carci-
nogenesis.”»** The cytotoxic effect of DST-28 extract on cell
lines was calculated by micro-culture tetrazolium assay (MTT).
The multiple concentration of DST-28 was used and IC50
doses were calculated (see Table 2). The MTT assay results
showed that the dose dependent (10-120 ug mL ") cell growth
inhibition was observed in DST-28 treated against PC-3 cells.
The IC-50 dose was observed at 40 ug mL ™. Since DST-28 has
better cytotoxic activity against PC-3 cells, it was used for
further investigation. Morphological investigation of
apoptosis revealed that DST-28 at a concentration of 40 ng
mL ™" induced cell death in the PC-3 cell line by apoptosis.
Phenotypically, apoptosis is characterized by cell shrinkage,
DNA fragmentation, chromatin condensation, plasma

Table 2 Percentages of cell viability against PC-3 cell lines

IC-50, cell viability test against prostate

S. No. cancer cell lines (PC-3)-DST-28

Control 10 20 40 80 100 120
80 50 45 30 25 10

1 Concentration
Percentage of cell viability 100
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membrane blebbing, and collapse of the cell into small
membranes. The phase-contrast image shows that DST-28
exhibits morphological changes such as reduction in the
number of cells, cell shrinkage, and cytoplasmic membrane
blebbing in the treated cells when compared with untreated
cells. The DST-28 exhibited exceptional antioxidant activity in
all antioxidant tests and significantly reduced lipid perox-
idation at a concentration of 50 ¢ mL ™", according to a prior
research report.>"** AO/EtBr (acridine orange and ethidium
bromide) dual staining was performed to determine if expo-
sure to DST-28 causes cell death by apoptosis in PC-3 cell lines.
In the AO/EtBr staining, the viable cells will possess a uniform
bright green nucleus. The early apoptotic cell will have bright
orange areas of condensed or fragmented chromatin in the
nucleus. Late apoptotic cells will have a uniform bright red
nucleus. It was found that untreated cells were mostly green
with an intact nucleus. AO/EtBr analysis showed that DST-28
was cytotoxic to PC-3 cells through apoptosis when treated
with IC50 concentration (40 ug mL™"). In the AO/EtBr analysis,
cells treated with IC-50 value of DST-28 showed a red color
nucleus, which further confirmed the induction of late
apoptosis in PC-3 cells by DST-28 (see Fig. 7). This finding was
characterized by membrane blebbing and nuclear shrinkage.

MTT ASSAY

(a)

% OF CELL VIABILITY

:

:

: 11

. -
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Concentratlon (um/mL)

;ccwvh % f? tﬁx (c) oL

°  aopginl.
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Fig. 7 (a) Cytotoxic effect of DST-28 (with nanoclay) against the
prostate cancer cell line, (b and c) phase-contrast microscopy images
of the DST-28 compound on cell morphological changes in the
prostate cancer cell line (20 x magnification, 50 um scale bar), (d and e)
the PC-3 cells treated with DST-28 at 40 pg mL~* concentration and
viewed under a fluorescence microscope at 20 x magnification (scale
bar 50 um).
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The above data indicate that DST-28 inhibits cell proliferation
and induces apoptosis in prostate cancer cells.

Conservative precision medicine for cancer treatment is one
of the most promising methods to undertake various cancers
by developing the effective drugs. In this study, we developed
a novel polymer nanocomposite as an anti-cancer drug mole-
cule to treat lung and prostate cancers. Phase contrast
microscopy was used to analyse the changes in cell morphology
of the lung cancer cell lines when treated with DST-24 (without
nanoclay). The changes in cell morphology among the lung
cancer cell lines treated with 50 ug mL ™" concentration DST-24
was compared with the control group for 24 hours. The results
suggest that the treated cells showed characteristic changes
similar to that of apoptotic cells - shrinkage of cells with
reduced cell density. Some cells also showed other changes
much like that of apoptotic cells like cell roundening and loss
of contact with adjacent cells. Some cells detached themselves
from the base of the plates. DAPI staining was used to analyse
the induction of apoptosis among the lung cancer cell lines
treated with DST-24 (50 pg mL ') after 24 hours. Fluorescence
microscopy was used to check the pro-apoptotic effect post
staining. The results suggested that the cancer cell lines treated
with the leaf extract showed condensation of chromatin along
with nuclear fragmentation. These changes are suggestive of
characteristic apoptotic activity when compared to the control
group which had round nuclei. MTT assay was used to assess
the cytotoxic potential of phenoxyaniline-b-PMMA (DST-24) on
the lung cancer cell lines. Various concentrations of the extract
(25-150 ug mL ") were tested against the lung cancer cell line
for 24 hours. The results of the assay suggested that there was
a significant decrease in the viability of lung cancer cell lines
(A-549) when treated with DST-24, when compared to the
control for 24 hours. The viability of the cells was gradually
decreased with increasing concentration of the DST-24. It was
observed that 50% growth inhibition occurred at a concentra-
tion of 50 pg mL ™. Thus, the IC-50 dose considered for further
experiments was about 50 ug mL ' (see Fig. 6a). Further, we
studied the anti-cancer activity of DST-28 against the prostate
adenocarcinoma cancer cell line (PC-3). It showed prominent
results in the prostate cancer cell line. DST-28 has an excellent
cytotoxic effect against PC-3 cell lines; further, its effect was
investigated on their cell morphological behaviors under
fluorescence and contrast microscopy and it caused cell
shrinkage, DNA fragmentation, chromatin condensation,
plasma membrane blebbing, and collapse of the cell into small
membranes. Cloisite 93A nanoclay, with its specific chemical
composition, surface-area-to-volume ratio, charge and size,
possesses good surface properties that can interfere with the
function of cancer cells, disrupting cellular processes and
inhibiting cell division in cancer cells. Additionally, nanoclays
can adsorb biomolecules, including proteins, onto their
surfaces. This can alter the cellular microenvironment and
affect the signalling pathways that cancer cells rely on for
growth and survival. Moreover, nanoclays can release ions such
as magnesium or iron, when exposed to the intracellular
environment of cancer cells. These ions can disrupt cellular
processes and inhibit cancer cell growth. Nanoclays can also

© 2023 The Author(s). Published by the Royal Society of Chemistry
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generate reactive oxygen species (ROS) when exposed to
cellular environments. Elevated ROS levels can lead to oxida-
tive stress in cancers cells, causing damage to cellular
components and ultimately inhibiting cell proliferation.
However, it is important to note that nanoclays are generally
considered biocompatible and do not inherently harm or
damage living cells. Findings from in vitro studies may not fully
represent the complexity of interaction that occurs in living
cells, therefore, it's essential to conduct in vivo studies in
animal models to assess the overall toxicity and safety of
nanoclays in a more physiological context. The use of a phe-
noxyaniline-based macroinitiator for producing these
composites is a novel approach. Adding different weight
percentages of Cloisite 93A to the polymer matrixes facilitates
enhancement of its biochemical properties and crucial appli-
cations, where the biocompatibility and bioactivity are essen-
tial, such as in medical or pharmaceutical formulations. The
excellent anticancer properties, including cancer cell apoptosis
induction, hold significant importance in medicine and
oncology. Furthermore, utilizing nanoclays for cancer treat-
ment owing to their complete water solubility and ability to
form cationic complexes with drugs through electrostatic
interactions is an innovative approach. Experimental condi-
tions are carefully controlled to ensure accurate and repro-
ducible results, including temperature, pressure, reactant
concentration and specific equipment for characterization and
analysis process. Introducing the impact of nanoclay on
phenoxy-based PMMA composites for anticancer treatment
could be a new and pioneering development in the field.
Further, we also confirmed their structural identifications by
FT-IR, Raman, UV-vis and XRD. Interestingly, layer by layer
crystals were formed and confirmed by SEM. In conclusion, to
the best of our knowledge, this is the first time to employ such
kind of block polymer nanocomposite through SET-LRP for
cancer treatment against PC-3 and A-549 cell lines.

4 Conclusions

We have successfully synthesized phenoxyaniline-b-PMMA via
controlled radical polymerization (SET-LRP) using a phenox-
yaniline based macroinitiator and characterized it by various
analytical techniques. Here, we showed that there were differ-
ential cellular responses in both prostate and lung cancer cell
lines. Polymer containing cationic nanoclay was favoured to
inhibit the cancer cell proliferation through electrostatic inter-
action. It showed an excellent cytotoxic effect in both cancer cell
lines by using MTT assay and their bright green nucleus (viable
cells), bright orange nucleus (early apoptotic cells - fragmented
chromatin nucleus) and bright red nucleus (late apoptotic cells)
were successfully identified by fluorescence microscopy. The
number of cells was decreased after treatment and the cells
exhibited cell shrinkage and cytoplasmic membrane blebbing.
As a result, our study suggested that the prepared polymeric
nanocomposites could be effective alternative materials in
precision anti-cancer medicine. The analysis of the dynamics of
individual interactions within cells is in progress.
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