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otein detection through covalent
templating and allosteric click-imprinting†

Alexander Stephenson-Brown,a Aaron L. Acton,a Jon A. Preece,b John S. Fossey*b

and Paula M. Mendes*a

Many glycoproteins are intimately linked to the onset and progression of numerous heritable or acquired

diseases of humans, including cancer. Indeed the recognition of specific glycoproteins remains a

significant challenge in analytical method and diagnostic development. Herein, a hierarchical bottom-up

route exploiting reversible covalent interactions with boronic acids and so-called click chemistry for the

fabrication of glycoprotein selective surfaces that surmount current antibody constraints is described.

The self-assembled and imprinted surfaces, containing specific glycoprotein molecular recognition

nanocavities, confer high binding affinities, nanomolar sensitivity, exceptional glycoprotein specificity and

selectivity with as high as 30 fold selectivity for prostate specific antigen (PSA) over other glycoproteins.

This synthetic, robust and highly selective recognition platform can be used in complex biological media

and be recycled multiple times with no performance decrement.
Introduction

Antibodies are widely used as receptor sites in the detection,
quantication and purication of many proteins including
clinically relevant glycoproteins.1 However, antibodies suffer
from poor stability, need special handling and require a
complicated, costly production procedure. Furthermore, the
peculiarities of intracellular machinery, which is utilised in the
commercial production of antibodies, is not ideally suited for
the production of high affinity antibodies against carbohydrate-
based antigens.2,3 For all of these reasons, more robust synthetic
alternatives are sought.

Molecular imprinting is a template directed process,4 where
polymer networks are formed around molecular structures of
interest, literally producing a molecular mould. In this way,
articial binding sites can be produced and used in a number of
settings, including chromatographic separation,5,6 sensors,7

catalysis8 and drug delivery.9 Whilst this approach has been
successfully applied to small molecule recognition, intrinsic
limitations of traditional molecular imprinting mean it is less
suitable for larger, multi-recognition domain molecules, such
as glycoproteins. Specically, key issues include entrapment
within the network, poor re-binding kinetics and heterogeneity
in binding pocket affinity.10,11 Herein, a synthetic recognition
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platform based on self-assembly approaches and molecular
imprinting concepts that exhibits antibody-like behaviour and
exceptionally high selectivity for target glycoproteins is
described.

In order to provide glycoprotein specicity, boronic acid
(BA)-based carbohydrate receptors were selected as an appro-
priate binding motif for glycoprotein recognition. BAs are ideal
candidates for effective formation of glycoprotein recognition
sites because they covalently and reversibly bind carbohydrates
to form ve- or six-membered cyclic boronic esters in aqueous
alkaline solution, while the cyclic esters dissociate when the
medium is changed to acidic pH.12–17 Thus, it permits template
removal (no entrapment) and continuous analyte monitoring
through reversible binding.

In order to overcome the inherent problems of polymer
imprinted receptors, an open, pseudo 2D, recognition domain
was envisaged that, as previously demonstrated, allows for
excellent mass transfer of proteins into and out of imprinted
sites.18 Open receptor pockets were constructed from a hierar-
chical, highly predicable and controllable approach (Fig. 1).

Key to achieving glycoprotein selectivity was decorating the
open pocket with suitably positioned BAs, i.e. BAs must be
presented in the ideal orientation for interaction with specic
saccharide fragments within the binding pocket. In contrast
with previous work where BAs have been used as anchors to
attach glycoproteins to surfaces,19,20 a pre-templating approach
was employed to achieve the optimal combination of allosteric
imprint and reversible covalent binding via BAs. An acrylamide
appended BA was mixed in solution with a glycoprotein which
would nd the ideal, strongest affinity, binding sites (by form-
ing boronic esters between the saccharide fragments and the
This journal is © The Royal Society of Chemistry 2015
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Fig. 1 Experimental design for formation of surface restricted click-
imprinted binding sites for glycoproteins.

Edge Article Chemical Science

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

7 
 2

55
8.

 D
ow

nl
oa

de
d 

on
 2

8/
1/

25
69

 2
3:

46
:4

2.
 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n 
3.

0 
U

np
or

te
d 

L
ic

en
ce

.
View Article Online
BAs). Now the glycoprotein, bound by ideally positioned BAs
bearing functional acrylamides, is bound to a complementarily
pre-treated surface, and the empty space on the surface is cap-
ped off with otherwise inert functionality and the glycoprotein
removed. This processes leaves behind a binding site that
matches both the shape and the very specic orientations of
saccharide fragment through a unique pseudo 2D allosteric and
covalent complementarity.

Results and discussion

A self-assembled monolayer (SAM) on a gold surface of an
orthogonally functionalised acrylamide–alkyne cysteine deriva-
tive was prepared from its corresponding disulphide dimer
(DFC, Fig. 1). Orthogonal functionalisation allows surface
components to follow two possible pathways: (i) the acrylamide
part can engage in polymerisation activity with acrylamide units
of the template glycoprotein and each other, xing the surface
geometry; and (ii) the alkyne units can undergo copper cata-
lysed azide alkyne cycloaddition (CuAAC) reactions (so-called
click reaction),21 which can be used to cap off residual alkyne
functionality and build an ordered pocket around the bound
template, thus delivering the click-imprinted pocket.

The construction of the sensing sites that mimic antibody in
one sense but surpass them by offering unique reversible
covalent recognition arrays, on surfaces involves ve major
steps as outlined in Fig. 1. DFC SAMs are prepared by
immersing clean gold substrates in 0.1 mM methanolic solu-
tions of DFC for 24 hours (step 1). DFC was synthesised from
commercially available doubly Boc protected cystine, (Boc-Cys-
OH)2. The alkyne and acrylamide cross-linking functionalities
were installed in four steps via conjugation of propargylamine
and acryloyl chloride through the carboxyl and unprotected
amino groups of (Boc-Cys-OH)2, respectively (see ESI† for details
on the DFC synthesis and characterisation).

In step 2, BA receptor units are introduced via (3-acryl-
amidophenyl)boronic acid (AM-BA) that is incubated for 30 min
at an optimised pH (8.5) with a template target glycoprotein.
Multiple boronate esters are formed reversibly between the
AM-BAs and the carbohydrate structures of the glycoprotein
template. The pre-assembled glycoprotein–AM-BA complex is
then graed on the DFC SAM via acrylamide co-polymerisation,
affording the creation of spatially arranged sets of BAs on the
This journal is © The Royal Society of Chemistry 2015
surface that are specic for the target glycoprotein (step 3).
Importantly, this unique multi-BA containing binding domain
will offer an ideal covalent binding match to the carbohydrate
fragments of the target glycoprotein. In order to provide
complimentary allosteric specicity, a mould or imprint is
created around the glycoprotein template at the surface by so-
called click chemistry functionalization of the alkynes of the
DFC on the SAM by reacting azide-terminated heptaethylene
glycol (Az-OEG) moieties with the terminal alkynes on the DFC
SAM via a copper-catalysed alkyne–azide cycloaddition
(CuCAAC) reaction (step 4). Apart from building a molecular
scaffold around the template, the OEG moieties prevent non-
specic protein interaction on the surfaces (Table S5†) and
provide hydrophilicity and hydrogen bonding binding sites
within the imprinted surface nanocavities. The glycoprotein
targets are removed by washing under acidic conditions (step 5).
The hierarchical molecular construction of the glycoprotein
recognition platform – a critical component of our approach –

enables control over the shape, size and covalent recognition
sites of the resulting cavity with a level of control that could not
be achieved by any other technique. As a result, the generated
sensor has greater analyte selectivity and problems such as non-
specic binding and entrapment of the template are mitigated.

Surface characterisation at each step of fabrication was
performed by contact angle, ellipsometry and X-ray photoelec-
tron spectroscopy (XPS), see ESI† for full details. High-resolu-
tion XPS spectra of S 2p, N 1s and C 2s unambiguously
demonstrate the presence of the DFC SAM on the gold surface
(Fig. S18†). The XPS analysis (Fig. S20 and S22†) has established
that both AM-BA and Az-OEG can be incorporated on the DFC
SAMs with near-quantitative graing efficiencies, providing the
required molecular control over the position and density of
both AM-BA and Az-OEG molecules on the DFC SAM.

The binding affinity and selectivity of the protein-imprinted
surfaces for chosen targets was investigated by surface plasmon
resonance (SPR) spectroscopy. Initially, we selected the glyco-
protein prostate specic antigen (PSA) as the template (Fig. 2a–
c). PSA is a biomarker for prostate cancer, and currently there is
the urgency for its accurate detection and hence reliable
diseases diagnosis. Sensing surfaces, prepared with PSA as
template, showed high binding affinity with a dissociation
constant (Kd) of 1.8 mM, a value comparable to those of anti-
bodies specic for PSA (typically with values in the nM to mM
range).22,23 Furthermore, SPR analysis permitted detection of
PSA at nM levels with excellent reproducibility. Surface coverage
for PSA was found to range between 0.024 ng mm�2 and
0.140 ng mm�2 (100 response units (RUs) � 0.1 ng mm�2 (ref.
24 and 25)), depending on the concentration of PSA to which the
MI surface was exposed to. Calculations on surface coverage, as
described in the ESI,† established that the imprinted surfaces
can attain high surface coverage (70%) by PSA, with the
remaining OEG non-nanocavity areas on the surface providing
the desired interprotein distance for efficient binding affinity
and selectivity.

In order to establish the selectivity scope of our new sensing
platform, we surveyed a panel of glycosylated and non-glycosy-
lated proteins that vary in, amongst other properties, molecular
Chem. Sci., 2015, 6, 5114–5119 | 5115
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Fig. 2 SPR sensorgram traces performed with PSA-imprinted surfaces
on the SPR chip and different concentrations of (a) PSA and (b) RNAse
B flowed over the surface. (c) SPR responses at equilibrium against the
concentration of injected protein, PSA, lysozyme, a-1-acid glycopro-
tein (a1-AGP), RNAse B, bovine serum albumin (BSA), a-1-antitrypsin
(a1-AT) and horseradish peroxidase (HRP), from which dissociation
constants (Kd) have been obtained.
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dimensions, degree of glycosylation and isoelectric point
(Fig. 2c and Table 1). The PSA-imprinted surface exhibited
excellent selectivity towards PSA, with all other proteins
showing a signicantly reduced affinity (Fig. 2c). The PSA-
imprinted surface revealed a 3–30 fold selectivity to PSA over
other glycosylated and non-glycosylated proteins. The differ-
ence in the magnitude of the binding affinity between the non-
targeted proteins appears to be primarily attributed to their
molecular size (Table 1), an allosteric effect, in which proteins
of similar or smaller size to that of the target PSA displayed
lower binding affinities than PSA but higher binding affinities
than the other larger proteins examined. There is no observable
general trend in the amount of non-target protein bound to the
imprinted surface with isoelectric point. Note, however, that
positively charged proteins at pH 8.5 are more prone to interact
with the negatively charged boronate ion species present in the
imprinted surfaces. Thus, it is reasonable to explain the higher
affinity of lysozyme among the non-target proteins for the PSA-
imprinted surfaces based on Coulombic interactions.

If BA groups in the nanocavities were interacting non-selec-
tively with saccharide fragments of glycoprotein analyte, one
Table 1 Molecular dimensions, degree of glycosylation and isoelectric p

Protein PSA Lysozyme a1-AGP

Molecular dimensions
(nm � nm � nm)

4.4 � 4.1 � 5.1a 2.8 � 3.2 � 3
(ref. 26)

5.9 � 4.2 � 3.

Degree of
glycosylation (%)

8.3 0 45

Isoelectric point 6.2–7.5 (ref. 31) 11.1 (ref. 32) 2.8–3.8 (ref. 3

a Protein molecular dimensions were estimated using ChemBio Ultra 3D

5116 | Chem. Sci., 2015, 6, 5114–5119
would expect a higher degree of glycosylation in non-target
proteins would lead to higher binding affinities, i.e. more
saccharides equals more potential boronic ester formation.
That this is not the case, and no such trend is observed,
provides convincing evidence that our covalent binding arrays
of BAs within our nanocavities are indeed positioned ideally for
multipoint, and thus stronger, binding to the target against
which the surface imprint was made. Indeed, it is remarkably
that ribonuclease (RNAse) B, which is a smaller glycoprotein
than PSA with similar degree of glycosylation, produced a very
low SPR response when evaluated at concentrations as high as
650 nM (Fig. 2b), thus providing even more evidence that our
new nanocavity sensor is target selective. It is important to note
that OEG-terminated surfaces created without the glycoprotein–
AM-BA complex, i.e. a surface devoid of BA-containing nano-
cavities, displayed minimal non-specic protein binding, with
SPR responses below 20 response units (Table S5†). Thus, the
low binding of RNAse B to the PSA-imprinted surface provide
evidence that we have created spatially arranged sets of BAs on
the surface that are specic for the target PSA glycoprotein.

The general applicability of our sensor construction strategy
was evaluated using another template, RNAse B. As shown in
Fig. 3a, RNAse B-imprinted surfaces exhibited greater affinity
towards the templated analyte. As for the PSA-imprinted
surfaces, the RNAse B-imprinted surfaces also provide a high
surface coverage (77%) by RNAse B, highlighting the consis-
tency of the experimental design.

RNAse B-imprinted surfaces revealed excellent specicity
towards the templated analyte, displaying 10–200 fold selec-
tivity to RNase B over other glycosylated and non-glycosylated
proteins. Although RNAse B and lysozyme have not so dissim-
ilar dimensions and isoelectric points (Table 1), the RNAse B-
imprinted surface revealed a 8-fold enhanced selectivity for
RNAse B over lysozyme, supporting the notion that pre-tem-
plated, and thus highly organised and spatially arranged, BAs
within the nanocavity of the imprinted binding pocket
dramatically contribute to the selectivity and affinity of the
imprinted surface to the target analyte.

To investigate further the importance of the BA fragments in
selectivity of the prepared sensor surfaces, RNAse B-imprinted
surfaces were prepared in the presence and absence of AM-BA
and their affinity and selectivity towards RNAse B and its non-
glysosylated counterpart, RNase A, assessed (Fig. 3b and 3c).
The BA-containing RNAse B-imprinted surface bound more
RNAse B than RNase A, indicating that the stronger interactions
oint of the different proteins

RNAse B BSA a1-AT HRP

9a 3.8 � 2.8 � 2.2
(ref. 27)

14 � 4 � 4
(ref. 28)

7 � 3 � 3
(ref. 29)

4.0 � 6.7 � 11.7
(ref. 30)

9 0 5 21

3) 9.2–9.6 (ref. 34) 4.7 (ref. 35) 4.5–5.5 (ref. 36) 9 (ref. 37)

as described in the ESI.

This journal is © The Royal Society of Chemistry 2015
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Fig. 3 (a) SPR responses at equilibrium obtained from RNAse
B-imprinted surfaces against the concentration of injected protein,
from which dissociation constants (Kd) have been obtained. (b and c)
SPR responses at equilibrium obtained from RNAse B-imprinted
surfaces, which were prepared in the (b) presence and (c) absence of
BA carbohydrate receptors, against the concentration of injected
RNAse B and A proteins. (d) SPR responses at equilibrium obtained
from pre-conditioned RNAse B-imprinted surfaces against the % (w/w)
of RNAse B in 0.5% serum solution. (e) SPR responses at equilibrium
from 10 SPR cycles (as shown in the inset), which were performed
using the RNAse B-imprinted surface.
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are dictated by the presence of the glycan on RNAse B, and in
turn its specic covalent bond formation with the spatially
immobilised BA moieties within the nanocavities. The weaker
RNAse A interactions are considered to be arisen to some extent
from Coulombic interactions between the known38 positively
charged RNAse A domain along its longest axis and the nega-
tively charged boronate ion species present in the imprinted
surfaces. Bare RNAse B-imprinted surfaces (absence of BA
molecules in the nanocavities) exhibited lower affinity and
rather poor specicity, capturing the glycoprotein to which it
was templated and its non-glycosylated counterpart in a similar
fashion. The bare RNAse B-imprinted surfaces resulted in about
7-fold reduced affinity to RNAse B compared with the BA-con-
taining RNAse B-imprinted surface. These observations further
highlight that the overall binding strength and selectivity of the
imprinted surface towards the target glycoprotein arises from
two distinct effects: shape or allosteric matching and specic
covalent interactions between the boronate ion and the
saccharide residues of the glycoprotein.

In order to demonstrate the real life utility of our sensor
constructs we investigated the sensitivity of the imprinted
surfaces for the target glycoprotein in complex biological condi-
tions such as in serum. Serum is a complex biological media
which comprises awide array of proteins found in blood,with the
exception of those involved with clotting. This includes proteins
such as, but not limited to, albumin, immunoglobulin,
This journal is © The Royal Society of Chemistry 2015
haemoglobin and globulin. Furthermore, serum also contains a
number of other compounds including lipids, steroid and
peptidehormones. SimultaneousadsorptionofRNAseB (ranging
from 0.01 mgml�1 to 0.1 mgml�1) and 0.5% serum (i.e. 0.32 mg
ml�1) on RNAse B-imprinted surfaces was monitored by SPR. In
order to eliminate the background signal, theRNAse-B imprinted
surfaces were initially pre-conditioned with 0.5% serum, thereby
allowing it tobind to all potential sites ofnon-specic interaction.
The pre-conditioned RNAse-B imprinted surfaces were shown to
provide highly sensitive detection for RNAse B at levels as
low as 3% (w/w) (Fig. 3d). The slightly reduced affinity of RNAse
B towards the pre-conditioned RNAse-B imprinted surfaces (Kd¼
6.5 mM� 0.2) in comparison to the non-preconditioned RNAse-B
imprinted surfaces (Kd ¼ 3.1 mM � 0.1) can be explained as a
result of the elimination of the non-specic contribution to the
overall binding affinity of RNAse B to the imprinted surface and/
or serum competition for binding sites. The imprinted surfaces
werealso shown tobe remarkably stable formore than10cyclesof
binding and regeneration of the surface (Fig. 3e).

Conclusions

The hierarchical bottom-up assembly strategy can provide a
universal route for the rational design and fabrication of
glycoprotein sensors on surfaces, and thus amenable to device
fabrication, with precise and predictable structures for glyco-
protein recognition. The specicity with which our functional
nanocavity sensor platform interacts with its target and its
robustness, combined with the fact that it can be easily
produced for target glycoproteins, gives this platform great
potential for incorporation into biosensors39 and protein sepa-
ration devices40 with applications in many areas such as
biomedical diagnostics, pharmaceutical industry, defence and
environmental monitoring.

Experimental
Surface preparation

Self-assembled monolayer (SAM) preparation. Poly-
crystalline gold substrates were purchased from George Albert
PVD (Germany), and consisted of a 50 nm gold layer deposited
onto glass covered with a thin layer of chromium. The Au
substrates were cleaned by immersion in piranha solution
(7 : 3, H2SO4 : H2O2) at room temperature for 10 min (caution:
piranha solution reacts violently with organic compounds and
should be handled with care). Samples removed from the
piranha solution were immediately rinsed with Ultra High Pure
(UHP) water, followed by rinsing in HPLC grade methanol
(Fischer Scientic, UK) each for 1 min. Immediately aer
cleaning, the substrates were immersed in freshly prepared 0.1
mM methanolic solutions of DFC. Contact angle kinetics
studies demonstrated that SAMs were fully formed aer
18 hours immersion.

Fabrication of molecularly imprinted surfaces. SAMs of DFC
were formed as described above. A solution of AM-BA (20 ml of a
7.5 mM solution) was mixed with 20 ml solution of template
protein (20 ml of a 250 mM solution) in phosphate buffer solution
Chem. Sci., 2015, 6, 5114–5119 | 5117
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(2 ml PBS at pH 8.5), and incubated for 30 minutes to permit the
formation of AM-BA: protein complexes. To the solution thus
obtained the DFC SAMs were placed. To this, a solution of
ammonium persulfate (100 ml of a 175 mM solution) and
TEMED (1 ml) was added to trigger the crosslinking between the
DFC SAMs and the AM-BA: protein complex for 15 minutes. To
this solution, Az-OEG (1 ml of a 5 mM aqueous solution) was
added. Aer 10 minutes, the Cu-AACA reaction was initiated by
the addition of a solution of pre-prepared catalyst (copper
sulfate (15 ml of a 40 mM solution) and sodium ascorbate
(15 ml of a 100 mM solution)). The mixture was allowed to react
for 4 hours, aer which time, the modied gold substrates were
rinsed liberally with UHQ water for 3 min to remove the bound
template protein.

Surface plasmon resonance analysis (SPR). SPR experiments
were performed with a Reichert SR7000DC Dual Channel
Spectrometer (Buffalo, NY, USA) at 25 �C. Modied gold-coated
SPR chips were deposited on the base of the prism using index-
matching oil. Prior to the binding studies, a baseline was
established by running degassed PBS (pH 8.5) through the SPR
at a ow rate of 25 ml min�1. The modied gold surfaces were
subsequently exposed to protein solutions in PBS injected at
25 ml min�1 for 5 min, aer which a ten min dissociation phase
was introduced by owing buffer over the surface. Data sets
were processed and analyzed using Scrubber 2 (BioLogic So-
ware, Campbell, Australia). The SPR responses at equilibrium
(Req) were plotted against the concentration of injected protein
(Cp) and tted to a 1 : 1 steady-state affinity model. The model
utilises a nonlinear least-squares regression method to t data
to the Langmuir adsorption isotherm (eqn (1)). Kd is the
dissociation constant for binding of the proteins to the MI
surfaces and Rmax is the maximum response if all available MI
binding sites are occupied.

Req ¼
�

Cp

Cp þ Kd

�
Rmax (1)

For the serum experiments, the blocking was performed by
running degassed PBS containing 0.5% serum through the SPR
at a ow rate of 25 ml min�1 for 30 min. The modied gold
surfaces were subsequently exposed to RNAse B (0.85 mM,
1.7 mM, 3.4 mM or 6.8 mM) and 0.5% serum solutions as
described above. The acidic regeneration solution, which was
adjusted to pH 5.0, comprised equal volumes of oxalic acid,
phosphoric acid, formic acid andmalonic acid, each at 0.075 M.

Estimation of PSA and a1-AGP protein molecular dimen-
sions. Protein molecular dimensions were estimated using
ChemBio Ultra 3D (Cambridgeso, Perkin Elemer, USA) from
protein crystal structures downloaded from RCSB (Research
Collaboratory for Structural Bioinformatics) Protein data bank
(http://www.rcsb.org/).

Acknowledgements

The authors acknowledge nancial support of this work by the
EPSRC (EP/K027263/1), ERC (Consolidator Grant 614787) and
Wellcome Trust (WT091285MA). The authors thank the
5118 | Chem. Sci., 2015, 6, 5114–5119
University of Birmingham for support and PhD studentship to
A.S.-B. Also, we acknowledge the University of Leeds EPSRC
Nanoscience and Nanotechnology Facility (LENNF) for access to
the XPS.

References

1 Y. Tian and H. Zhang, Proteomics: Clin. Appl., 2010, 4, 124–
132.

2 J. Heimburg-Molinaro, M. Lum, G. Vijay, M. Jain,
A. Almogren and K. Rittenhouse-Olson, Vaccine, 2011, 29,
8802–8826.

3 Q. Vos, A. Lees, Z. Q. Wu, C. M. Snapper and J. J. Mond,
Immunol. Rev., 2000, 176, 154–170.

4 M. Odabaşi, R. Say and A. Denizli, Mater. Sci. Eng., C, 2007,
27, 90–99.

5 T. D. James, J. Fossey and J. M. H. van den Elsen, Materials
and methods for resolving polyhydric species by
electrophoresis, 2010, Patent Version Number: WO 2010/
041037.

6 Y. Ben-Amram, M. Riskin and I. Willner, Analyst, 2010, 135,
2952–2959.

7 D. E. Hansen, Biomaterials, 2007, 28, 4178–4191.
8 C. Slade, J. Mol. Catal. B: Enzym., 2000, 9, 97–105.
9 H. He, G. Fu, Y. Wang, Z. Chai, Y. Jiang and Z. Chen, Biosens.
Bioelectron., 2010, 26, 760–765.

10 N.W. Turner, C. W. Jeans, K. R. Brain, C. J. Allender, V. Hlady
and D. W. Britt, Biotechnol. Prog., 2009, 22, 1474–1489.

11 E. Verheyen, J. P. Schillemans, M. van Wijk, M.-A. Demeniex,
W. E. Hennink and C. F. van Nostrum, Biomaterials, 2011,
32, 3008–3020.

12 A. Stephenson-Brown, H. C. Wang, P. Iqbal, J. A. Preece,
Y. T. Long, J. S. Fossey, T. D. James and P. M. Mendes,
Analyst, 2013, 138, 7140–7145.

13 L. Li, Y. Lu, Z. J. Bie, H. Y. Chen and Z. Liu, Angew. Chem., Int.
Ed., 2013, 52, 7451–7454.

14 J. Ye, Y. Chen and Z. Liu, Angew. Chem., Int. Ed., 2014, 53,
10386–10389.

15 H. C. Wang, H. Zhou, B. Q. Chen, P. M. Mendes, J. S. Fossey,
T. D. James and Y. T. Long, Analyst, 2013, 138, 7146–7151.

16 T. R. Jackson, J. S. Springall, D. Rogalle, N. Masurnoto,
H. C. Li, F. D'Hooge, S. P. Perera, A. T. A. Jenkins,
T. D. James, J. S. Fossey and J. M. H. van den Elsen,
Electrophoresis, 2008, 29, 4185–4191.

17 R. Nishiyabu, Y. Kubo, T. D. James and J. S. Fossey, Chem.
Commun., 2011, 47, 1106–1123.

18 X. Zhang, X. Du, X. Huang and Z. Lv, J. Am. Chem. Soc., 2013,
135, 9248–9251.

19 S. S. Wang, J. Ye, Z. J. Bie and Z. Liu, Chem. Sci., 2014, 5,
1135–1140.

20 N. W. Turner, X. Liu, S. A. Piletsky, V. Hlady and D. W. Britt,
Biomacromolecules, 2007, 8, 2781–2787.

21 H. C. Kolb, M. G. Finn and K. B. Sharpless, Angew. Chem., Int.
Ed., 2001, 40, 2004.

22 E. Corey, S. K. Wegner, J. E. Stray, M. J. Corey, E. W. Arfman,
P. H. Lange and R. L. Vessella, Int. J. Cancer, 1997, 71, 1019–
1028.
This journal is © The Royal Society of Chemistry 2015

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c5sc02031j


Edge Article Chemical Science

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

7 
 2

55
8.

 D
ow

nl
oa

de
d 

on
 2

8/
1/

25
69

 2
3:

46
:4

2.
 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n 
3.

0 
U

np
or

te
d 

L
ic

en
ce

.
View Article Online
23 E. Paus, K. Nustad and O. P. Bormer, Tumor Biol., 1999, 20,
52–69.

24 J. Lahiri, L. Isaacs, J. Tien and G. M. Whitesides, Anal. Chem.,
1999, 71, 777–790.

25 E. Stenberg, B. Persson, H. Roos and C. Urbaniczky, J. Colloid
Interface Sci., 1991, 143, 513–526.

26 I. V. Yaminsky, N. V. Gvozdev, M. I. Sil'nikova and
L. N. Rashkovich, Crystallogr. Rep., 2002, 47, S149–S158.

27 S. E. Keefe and E. H. Grant, Phys. Med. Biol., 1974, 19, 701–
707.

28 S. Pan, R. Chen, R. Aebersold and T. A. Brentnall, Mol. Cell.
Proteomics, 2011, 10, R110-003251.

29 S. J. Perkins, K. F. Smith, S. Amatayakul, D. Ashford,
T. W. Rademacher, R. A. Dwek, P. J. Lachmann and
R. A. Harrison, J. Mol. Biol., 1990, 214, 751–763.

30 J. I. Kroschwitz and H. F. Mark, Encyclopedia of polymer
science and technology, Wiley-Interscience, Hoboken, N.J.,
3rd edn, 2003.

31 T. Vermassen, M. M. Speeckaert, N. Lumen, S. Rottey and
J. R. Delanghe, Clin. Chim. Acta, 2012, 413, 1500–1505.
This journal is © The Royal Society of Chemistry 2015
32 N. Shamim, H. Liang, K. Hidajat and M. S. Uddin, J. Colloid
Interface Sci., 2008, 320, 15–21.

33 T. Fournier, N. Medjoubi-N and D. Porquet, Biochim.
Biophys. Acta, 2000, 1482, 157–171.

34 E. Reh, B. Hahn and S. Lamotte, J. Chromatogr. B: Anal.
Technol. Biomed. Life Sci., 2006, 844, 204–212.

35 S. R. Ge, K. Kojio, A. Takahara and T. Kajiyama, J. Biomater.
Sci., Polym. Ed., 1998, 9, 131–150.

36 I. Noel-Georis, A. Bernard, P. Falmagne and R. Wattiez,
J. Chromatogr. B: Anal. Technol. Biomed. Life Sci., 2002, 771,
221–236.

37 P. Asingh and N. Lynnerup, Jysk arkæologisk selskab. and
Forhistorisk museum., Grauballe Man: an Iron Age bog
body revisited, Moesgaard Museum, Jutland Archaeological
Society, Moesgaard, 2007.

38 J. M. De Guzman, S. A. Soper and R. L. McCarley, Anal.
Chem., 2010, 82, 8970–8977.

39 A. P. F. Turner, Chem. Soc. Rev., 2013, 42, 3184–3196.
40 S. Mouradian, Curr. Opin. Chem. Biol., 2002, 6, 51–56.
Chem. Sci., 2015, 6, 5114–5119 | 5119

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c5sc02031j

	Selective glycoprotein detection through covalent templating and allosteric click-imprintingElectronic supplementary information (ESI) available:...
	Selective glycoprotein detection through covalent templating and allosteric click-imprintingElectronic supplementary information (ESI) available:...
	Selective glycoprotein detection through covalent templating and allosteric click-imprintingElectronic supplementary information (ESI) available:...
	Selective glycoprotein detection through covalent templating and allosteric click-imprintingElectronic supplementary information (ESI) available:...
	Selective glycoprotein detection through covalent templating and allosteric click-imprintingElectronic supplementary information (ESI) available:...
	Selective glycoprotein detection through covalent templating and allosteric click-imprintingElectronic supplementary information (ESI) available:...
	Selective glycoprotein detection through covalent templating and allosteric click-imprintingElectronic supplementary information (ESI) available:...
	Selective glycoprotein detection through covalent templating and allosteric click-imprintingElectronic supplementary information (ESI) available:...
	Selective glycoprotein detection through covalent templating and allosteric click-imprintingElectronic supplementary information (ESI) available:...
	Selective glycoprotein detection through covalent templating and allosteric click-imprintingElectronic supplementary information (ESI) available:...

	Selective glycoprotein detection through covalent templating and allosteric click-imprintingElectronic supplementary information (ESI) available:...




