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junction of formamidinium lead
iodide perovskites for enhanced near-infrared
emission†

Fusheng Ma, Jiangwei Li, Wenzhe Li, Na Lin, Liduo Wang and Juan Qiao*

Although formamidinium lead iodide (FAPbI3) perovskite has shown great promise in the field of perovskite-

based optoelectronic devices, it suffers the complications of a structural phase transition from a black

perovskite phase (a-FAPbI3) to a yellow non-perovskite phase (d-FAPbI3). Generally, it is pivotal to avoid

d-FAPbI3 since only a-FAPbI3 is desirable for photoelectric conversion and near-infrared (NIR) emission.

However, herein, we firstly exploited the undesirable d-FAPbI3 to enable structurally stable, pure FAPbI3
films with a controllable a/d phase junction at low annealing temperature (60 �C) through

stoichiometrically modified precursors (FAI/PbI2 ¼ 1.1–1.5). The a/d phase junction contributes to

a striking stabilization of the perovskite phase of FAPbI3 at low temperature and significantly enhanced

NIR emission at 780 nm, which is markedly different from pure a-FAPbI3 (815 nm). In particular, the

optimal a/d phase junction with FAI/PbI2 ¼ 1.2 exhibited preferable long-term stability against humidity

and high PLQY of 6.9%, nearly 10-fold higher than that of pure a-FAPbI3 (0.7%). The present study opens

a new approach to realize highly stable and efficient emitting perovskite materials by utilizing the phase

junctions.
Introduction

Organic–inorganic hybrid perovskites, especially CH3NH3PbI3
(MAPbI3) and its mixed halide analogues, have attracted
tremendous attention as light absorbers for solar cells. The
power conversion efficiencies (PCEs) of perovskite solar cells
(PSCs) have been boosted from 3.8% in 2009 to over 20% in
2016.1–6 Recently, these hybrid perovskite materials also have
shown great promise as light emitters for lasers and light-
emitting diodes because of their very high color purity, low
material cost and simply tunable band gaps.7,8 Bright photo-
luminescence (PL) and electroluminescence (EL) in the near-
infrared (NIR) and visible region have been demonstrated based
on solution-processed MAPbX3 perovskites by tuning the halide
composition at room temperature.9–19 Comparing with the
prototype MAPbI3, formamidinium lead iodide (FAPbI3) has
recently emerged as a promising candidate for use in PSCs
because of its favorable band gap (1.47 eV) and superior photo-
and thermal stability.20–22 Moreover, FAPbI3 perovskite demon-
strates a true NIR emission around 815 nm,23,24 also making it
a preferable candidate for NIR emitters in terms of achieving
more robust perovskite light-emitting diodes.
Molecular Engineering of Ministry of
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tion (ESI) available. See DOI:
However, FAPbI3 was reported to be unstable in phase
structure.20–29 It can crystallize into either a black trigonal
perovskite phase (a-FAPbI3) or a yellow hexagonal non-perovskite
phase (d-FAPbI3) depending on the heat-treatment temperature.
It usually requires a very high phase transition temperature (up
to 160 �C) to obtain black a-FAPbI3, which is desirable for
photoelectric conversion and NIR emission.26–28 Unfortunately,
such high temperature can result in partial decomposition of
FAPbI3 into PbI2.21,30 Moreover, the obtained black a-FAPbI3 can
turn into the undesirable yellow d-FAPbI3 under an ambient
humid atmosphere.24,26–28 To date, most work on the FA-based
perovskites focuses on the stabilization of black a-FAPbI3 at
relatively low temperature. Very recently, several groups have
demonstrated that mixed cations such as MA/FA or Cs/FA can
fully avoid the formation of d-FAPbI3.25,27–29 But as far as we know,
the stabilization of the pure FA phase has not been conclusively
demonstrated.

Herein, we for the rst time exploited the undesirable
d-FAPbI3 to achieve structurally stable FAPbI3 perovskite lms at
low annealing temperature (60 �C) through ne and control-
lable stoichiometry modication (FAI/PbI2 ¼ 1.1–1.5). All the
obtained lms demonstrated a unique a/d phase junction
together with a signicantly enhanced phase stability and NIR
emission at 780 nm, which is markedly different from the pure
a-FAPbI3 (815 nm). The hypochromic emission was attributed
to a slight bandgap widening due to band bending at the a/d
phase junction. Moreover, such a phase junction can substan-
tially decrease the dielectric constant and grain size of the lms,
This journal is © The Royal Society of Chemistry 2017
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thus effectively increasing the exciton binding energy and
conning the excitons in the nanograins for high emission.
Most notably, the optimal a/d phase junction with FAI/PbI2 ¼
1.2 exhibited superior long-term stability even under an
ambient humid atmosphere and the highest PL quantum effi-
ciency (PLQY ¼ 6.9%), nearly one order of magnitude higher
than that of pure a-FAPbI3 (PLQY ¼ 0.7%).
Results and discussion

Firstly, the phase structure of FAPbI3 was systematically inves-
tigated by varying the molar ratio of FAI/PbI2 in the precursor
solution from 1 to 3. All the lms were readily prepared and
characterized by X-ray diffraction. For clarity, we name the
as-prepared lm xM-FAI in the following discussion, x being the
molar ratio of FAI/PbI2 in the precursor solution. In Fig. 1a, we
show XRD patterns zoomed in the 2q peak from 8 to 24� (the
complete diffraction patterns are shown in Fig. S1 and S2†). For
the 1 M-FAI lm annealed at 60 �C, the diffraction peaks at 11.8�

(010) and 16.3� (011) show the formation of pure d-FAPbI3.24

However, when the annealing temperature reached 170 �C, the
observed peaks at 13.9� (�111) and 19.7� (012) indicate the
formation of pure a-FAPbI3.24,26 Interestingly, as the precursor
solution changed from 1.1 M-FAI to 1.5 M-FAI, all the obtained
lms at a low annealing temperature of 60 �C exhibited two
obvious diffraction peaks at 13.9� and 11.8�. The former corre-
sponds to a-FAPbI3, while the latter belongs to d-FAPbI3. More-
over, along with the increase of excess FAI, the diffraction peak
at 13.9� gradually increased while the peak at 11.8� relatively
decreased, suggesting a growing volume fraction of a-FAPbI3.
When FAI/PbI2 ¼ 2 (2 M-FAI), the (010) diffraction corresponding
to d-FAPbI3 disappeared and a new peak appeared at 10.4�.
Although the exact phase formed with 2 M-FAI has not been
identied yet, this small angle diffraction peak might be related
to a large interplanar spacing of some layered intermediate
phase.31 In the case of 3 M-FAI, the diffraction peaks at 10.3� and
9.9� could be assigned to a reported one-dimensional compound
FA3PbI5 (Fig. S3†).32 It should be noted that the excess FAI is not
detected in all of the XRD patterns (Fig. S4†), which is presumably
Fig. 1 XRD patterns (a) and confocal fluorescencemicroscopy images
(b) of the FAPbI3 films formed with different FAI/PbI2 molar ratios from
1 to 3. All the films were annealed at low temperature (60 �C), except
for pure a-FAPbI3 at 170 �C. For confocal fluorescencemicroscopy, all
the films were excited at 485 nm, except for d-FAPbI3 at 405 nm.

This journal is © The Royal Society of Chemistry 2017
due to the low crystallinity of FAI in the as-deposited lms as
previously reported.33 Another possible reason is that the excess
FAI can insert into the crystal lattice and form some low dimen-
sional perovskites as in the case of 2 M-FAI and 3 M-FAI. We also
fabricated the lm from an under-stoichiometric precursor with
FAI : PbI2 ¼ 0.9 : 1, which gave a mixture of PbI2 and d-FAPbI3
(XRD pattern shown in Fig. S5†). Overall, by carefully tuning the
molar ratio of FAI/PbI2 between 1.1 and 1.5 in the precursor
solution, we are able to obtain a series of mixed-phase FAPbI3
lms with controllable a/d composition.

Confocal uorescence microscopy was then utilized to
characterize the crystal morphology and optical properties of
the obtained FAPbI3 lms.34 As shown in Fig. 1b, the d-FAPbI3
(P63mc) crystals are in the shape of a hexagon, while the
a-FAPbI3 crystals (P3m1) look like a triangle (regular or dis-
torted).24 Generally, the shape of crystals mainly comes from the
symmetry of the lattice structure. When excess FAI is present,
the shape of the crystals exhibits a gradual transition from
triangles for 1.1 M-FAI to regular polygons for 1.2 M-FAI and
then to distorted polygons for 1.3 M-FAI to 1.5 M-FAI, all of
which were quite different from those of pure a or d-FAPbI3. In
the cases of 2 M-FAI and 3 M-FAI, the crystals become round
and hexagon-like, respectively. Concomitantly, the images also
qualitatively reect on the brightness of each lm. Notably, the
mixed-phase lms look brighter in the microscopy images,
clearly indicating their higher PL intensity, especially for the
lm with 1.2 M-FAI. We then conducted steady state PL
measurements on these lms (Fig. 2a). For the FAPbI3 lms of
the pure phases, the PL spectra were in accordance with the
previous observation, a broad emission from 400 to 650 nm for
d-FAPbI3 and a maximum peak at 815 nm for a-FAPbI3.23,24 In
comparison, all the mixed-phase lms demonstrated distinct
emission proles with the same maximum peak around 780 nm,
which is very different from either of the pure a or d phases or the
simple mixture of the a and d phase. The lms with 2 M-FAI and
3 M-FAI showed much more blue-shied emissions due to their
relatively larger band gaps of low dimensional perovskites.31,32

Apart from the tunable emission peak wavelength, the rela-
tive PL intensity increases and reaches itsmaximum at 1.2M-FAI
and then decreases with more FAI towards 3 M-FAI (Fig. 2b),
Fig. 2 (a) The normalized PL spectra of the FAPbI3 films formed with
stoichiometrically modified precursor solutions. All the films were
excited at 466 nm, except for d-FAPbI3 at 300 nm. (b) The relative PL
intensity of different FAPbI3 films measured with the integral area of
their PL spectra.

Chem. Sci., 2017, 8, 800–805 | 801
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Fig. 3 (a) HRTEM of the 1.2 M-FAI film with the a/d phase junction. (b)
Schematic energy level diagrams of the films of pure a-FAPbI3, pure d-
FAPbI3 and the a/d phase junction for the 1.2 M-FAI film.
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which was consistent with the observed brightness change by
the confocal uorescence microscopy analysis. It was very
striking that all the as-prepared mixed-phase FAPbI3 showed
much higher PL intensities than the pure phases. Especially for
the 1.2 M-FAI lm, the relative PL intensity was nearly 20-fold and
218-fold higher than that of pure a-FAPbI3 and d-FAPbI3, respec-
tively. The absolute PL quantum yield (PLQY) of the 1.2M-FAI lm
was measured to be 6.9%, which is comparable to that of the
MAPbI3 lm,34 but nearly one order of magnitude higher than
those of pure a-FAPbI3 (0.7%) and d-FAPbI3 (0.3%). We further
performed uorescence lifetime imaging microscopy (FLIM) on
these lms (Fig. S6†). The PL decay of the 1.2M-FAI lm exhibited
the longest lifetime of 6.67 ns in all cases, which indicated amuch
lower defect concentration.35,36 The distinct optical properties
clearly indicated that the as-prepared mixed-phase FAPbI3 lms,
in particular for the 1.2 M-FAI lm, should have unique micro-
structures and electronic structures. Here, it is worth noting the
residue of excess FAI in themixed-phase FAPbI3 lms. Although it
is not detected by XRD, it becomes interesting to wonder what
role the FAI residue plays in the PL properties of the mixed-phase
lm. We further conducted XRD and PL measurements on the
lm from the same over-stoichiometric precursor at 1.2M-FAI but
annealed at 170 �C. The XRD pattern of the lm clearly showed
that d-FAPbI3 vanished because of the high annealing tempera-
ture and only a-FAPbI3 remainedmixed with the residue of excess
FAI (Fig. S7a†). However, this lm gave very similar PL spectra and
comparable PLQY around 0.7% to that of the pure a-FAPbI3 lm
from the stoichiometric 1 M-FAI precursor (Fig. S7b†). This result
indicated that the residue of excess FAI may not play a role in
affecting the PL properties of a-FAPbI3. In comparison, for the
1.2 M-FAI lm annealed at a low temperature of 60 �C, d-FAPbI3
was involved and mixed with a-FAPbI3. Consequently, great
changes took place in the PL properties of the lm, which showed
markedly hypochromic emission centered at 780 nm and 10-fold
enhanced PLQY. These results strongly suggested that the
involved d-FAPbI3 and concomitant co-existence of a-FAPbI3 and
d-FAPbI3 would be highly correlated with the distinct PL proper-
ties of the mixed-phase lms.

To visualize such mixed-phase structures, the 1.2 M-FAI lm
was investigated by high resolution transmission electron
microscopy (HRTEM). As shown in Fig. 3a, well dened lattice
fringes with a separation of 3.17 Å and 2.38 Å could be well
indexed to the (�222) plane of a-FAPbI3 and the (031) plane of
d-FAPbI3, respectively.24 Such HRTEM results (other images
shown in Fig. S8†), clearly showed that a junction structure
between the a and d phases is formed in the as-prepared FAPbI3
lms.When excited with different wavelengths of light (Fig. S9a†),
the 1.2 M-FAI lm always exhibits the same PL emission peak
around 780 nm, regardless of whether the excitation energy was
strong enough to excite d-FAPbI3 individually. There is a 35 nm
blue shi compared to that of the pure a phase. These results
clearly reveal that the existence of the a/d phase junction does
modify the band structure of the as-prepared mixed-phase lms,
and the amplitude is observable.

To conrm these observations, we performed ultraviolet-
visible absorption and ultraviolet photoelectron spectroscopy
(UPS) measurements on the as-prepared lm with 1.2 M-FAI in
802 | Chem. Sci., 2017, 8, 800–805
comparison with that of the pure a and d phase. For the lms of
pure a-FAPbI3 and d-FAPbI3, the absorption onset is located
around 840 nm and 510 nm (Fig. S9b†), corresponding to an
optical band gap energy (Eg) of 1.47 and 2.43 eV, respectively,
which is in good agreement with the literature reported.24 For
the 1.2 M-FAI lm, the absorption onset has a blue shi of
20 nm and lies at 820 nm, indicating a slightly larger Eg (1.51 eV)
compared to that of pure a-FAPbI3. The valence bandmaximum
(VBM) of the lms was then determined by UPS measurements.
As shown in Fig. S10,† the VBM is determined to be �5.74,
�5.12, and �5.46 eV for a-FAPbI3, d-FAPbI3 and the 1.2 M-FAI
lm, respectively. The schematic energy level diagram is shown
in Fig. 3b, which clearly demonstrates that both the conduction
band minimum (CBM) and VBM of the 1.2 M-FAI lm are just
between those of a-FAPbI3 and d-FAPbI3. It was reported that
band bending would occur in the phase junction through Fermi
level lining up when they are in contact with each other.37

Accordingly, the band edge of the a/d phase junction could be
attributed to the valence band upward bending of a-FAPbI3 and
the conduction band downward bending of d-FAPbI3 in their
junction area. Such an a/d phase junction exists in all of the
lms from 1.1 M-FAI to 1.5 M-FAI, so these lms should have
the same bandgap, which is in good agreement with their
similar PL spectra.

For the perovskite lms, the high PL intensity is strongly
related to the high exciton binding energy (EB) because the
thermal ionization of excitons with a low EB could induce PL
quenching, and also involve the decrease of grain size, hence
spatially conning the excitons.11,38,39 The exciton binding
energy, EB, is a modied Rydberg energy given by a static
solution to the Wannier equation:40

EB ¼ m

m0

1

32
m0e

4

2ð4p30hÞ2
(1)

Herein, m is the exciton effective mass, m0 the electron mass,
e the unit charge, 3 the dielectric constant and 30 the vacuum
permittivity. To understand the greatly enhanced PL from the
1.2 M-FAI lm with the a/d phase junction, we then measured
the dielectric constant of the lm in comparison to the lms
with the pure a and d phase (Fig. S11†). The dielectric constant
of the 1.2 M-FAI lm was measured to be 4.8, much lower than
This journal is © The Royal Society of Chemistry 2017
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those of both the pure a phase (6.6) and pure d phase (6.9).
Such a markedly reduced dielectric constant can be roughly
described by Lichtenecker's model for the dielectric function of
a two-phase composite according to a serial mixing rule,41 in
which two phases alternate or randomly connect in parallel as
evidenced by the HRTEM of the 1.2 M-FAI lm. Since the exciton
binding energy is proportional to 1/32 as eqn (1) states, if we
roughly estimated the same exciton effective mass, the exciton
binding energy of the 1.2 M-FAI lm might be nearly two-fold
higher than that of the pure a-FAPbI3 and d-FAPbI3. In accor-
dance with this, the reduced dielectric constant would help
increase the exciton binding energy, thus avoiding luminescence
quenching.11 In the meantime, scanning electron microscopy
(SEM) was used to measure the average grain size of these lms.
As shown in Fig. 4, the average grain sizes of the pure a-FAPbI3
and d-FAPbI3 are 139 and 261 nm, respectively, whereas that of
the 1.2 M-FAI lm is greatly reduced to 64 nm, only one third or
one fourth of that of the pure phases (Fig. S12†). This substantial
reduction of the average grain size, on the one hand, can lead to
a reduction of coherence length of the ferroelectric coupling
between local dipoles and a diminished macroscopic polariza-
tion, thus causing a reduction in the dielectric constant,42 on the
other hand, it can spatially conne the excitons, thus increasing
the radiative recombination in the nanograins.11 In addition, the
volume fraction of a-FAPbI3 in the 1.2 M-FAI lm is considerably
small due to low annealing temperature, which can help reduce
the re-absorption by a-FAPbI3, and thereby likewise contribute to
high PL intensity.

To reveal the role of the precursor stoichiometry in the
formation of such unique a/d phase junctions, we then
investigated the colloidal properties of these precursor solutions.
The absorbance edge of all of these precursor solutions demon-
strated a gradual red shi along with the precursor varying from
1 M-FAI to 3 M-FAI (Fig. S13a†). Meanwhile, dynamic light scat-
tering tests were conducted to characterize the colloidal size
distribution associated with the formed lead polyiodide
compounds in different precursor solutions (Fig. S13b†). Results
with a shrinking variation trend came out showing a gradually
decreased colloidal size when increasing the molar ratio of FAI/
PbI2. The average size of the colloid in the 1 M-FAI precursor
solution was estimated to be �1262 nm, while the value of the
1.2 M-FAI precursor solution remarkably decreased to �354 nm.
This trend revealed that excess FAI in the precursor solution can
bring about more coordination effects and thus reduce the
formation of large colloids,31which was consistent with the above
observed small grains for the 1.2 M-FAI lm. Generally, d-FAPbI3
is found to be more thermodynamically favorable and stable
Fig. 4 Top-view scanning electron microscope (SEM) images of the
films: d-FAPbI3, a-FAPbI3 and 1.2 M-FAI with the a/d phase junction.

This journal is © The Royal Society of Chemistry 2017
compared to a-FAPbI3 at low temperature due to a lower forma-
tion energy.43 However, when the size of the colloid particles
decreases to sufficiently low values, the total free energy
(including surface and bulk) of d-FAPbI3 may be equal to or even
higher than that of a-FAPbI3 and the relative phase stability may
reverse, thus facilitating the formation of a-FAPbI3 even at a low
annealing temperature and further allowing the formation of an
a/d phase junction.44,45 On the basis of these results, we proposed
a possible mechanism concerning the perovskite crystal growth
with excess FAI in the precursor solution (as shown in Fig. 5).
Therefore, even when annealed at a temperature as low as 60 �C,
the FAPbI3 lms with an appropriate excess of FAI could form the
a and d phase synchronously, which results in the formation of
an a/d phase junction.

Finally, we investigated the preliminary stability of the as-
prepared FAPbI3 perovskite lms with an a/d phase junction in
comparison with that of the pure a-FAPbI3. All the lms were
stored in an ambient environment without encapsulation (at
25 �C and relative humidity <50%). Unexpectedly, even aer 15
days, the XRD pattern of the 1.2 M-FAI lm with the a/d phase
junction remained unchanged without showing any observable
decomposition or phase transition (Fig. 6a). In contrast, for the
as-prepared lm with pure a-FAPbI3, the XRD pattern (Fig. 6b)
showed the peak at 12.6� corresponding to PbI2, indicating that
FAPbI3 does decompose when annealed at high tempera-
ture.21,30 Within only 24 hours, the peak at 11.8�belonging to
d-FAPbI3 appeared, indicating that part of the a phase turned
into the d phase. Aer 15 days, a-FAPbI3 had fully turned into
d-FAPbI3. Therefore, these results clearly demonstrated that the
obtained lms with the a/d phase junction showed long-term
stability against humidity. As evidenced by the XRD patterns in
Fig. 1, we can roughly estimate that there is only a small volume
fraction of a-FAPbI3 in the 1.2 M-FAI lm. Considering the
thermodynamics, such superior air stability could be mainly
attributed to the majority of the lm being thermodynamically
stable d-FAPbI3 at low temperature and concomitant stabiliza-
tion from the mixing entropy of the a/d phase.28 In addition,
such stabilization can be rationalized in terms of miscibility of
the a/d phase due to almost the same volume per stoichiometric
unit of the two crystals (�256 Å3).24,28 To gain more insight into
the role of the a/d phase junction in air stability, further
investigation through in situ characterization and theoretical
calculation is required.
Fig. 5 Schematic view of the possible crystal growth process of
FAPbI3 films via controllable precursors. The unit cell of FAPbI3: yellow:
Pb; gray: C; green: N; blue: I.

Chem. Sci., 2017, 8, 800–805 | 803
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Fig. 6 XRD spectra of the films as a function of time under ambient
humid conditions (temperature at 25 �C and relative humidity <50%).
(a) The 1.2 M-FAI film with the a/d phase junction, and (b) pure a-
FAPbI3 annealed at 170 �C. The reflections indicated by * and #
represent the Bragg reflections associated with PbI2 and d-FAPbI3,
respectively.
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Conclusions

In summary, we have realized the rst pure FAPbI3 perovskite
lms with controllable a/d phase junctions by using stoichio-
metrically modied precursors, which demonstrated desirable
humidity stability and signicantly enhanced NIR emission.
The enhanced NIR emission was found to be related to the
unique a/d phase junction and the reduced grain size. Inter-
estingly, such a/d phase junctions can be readily obtained at low
annealing temperature (60 �C) and demonstrated long-term
phase stability against humidity. The stable and controllable
phase-junction presented herein would pave a new way for
developing highly stable and efficient perovskite light emitting
materials and devices. We are currently carrying out studies on
the perovskite light-emitting diodes with this aim.
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M. Saliba, M. T. Hörantner, A. Haghighirad, N. Sakai,
L. Korte, B. Rech, M. B. Johnston, L. M. Herz and
H. J. Snaith, Science, 2016, 351, 151–155.

30 S. Lv, S. Pang, Y. Zhou, N. P. Padture, H. Hu, L. Wang,
X. Zhou, H. Zhu, L. Zhang, C. Huang and G. Cui, Phys.
Chem. Chem. Phys., 2014, 16, 19206–19211.

31 K. Yan, M. Long, T. Zhang, Z. Wei, H. Chen, S. Yang and
J. Xu, J. Am. Chem. Soc., 2015, 137, 4460–4468.

32 S. Wang, D. B. Mitzi, C. A. Feild and A. Guloy, J. Am. Chem.
Soc., 1995, 117, 5297–5302.

33 M. Yang, Y. Zhou, Y. Zeng, C.-S. Jiang, N. P. Padture and
K. Zhu, Adv. Mater., 2015, 27, 6363–6370.

34 D. W. de Quilettes, S. M. Vorpahl, S. D. Stranks, H. Nagaoka,
G. E. Eperon, M. E. Ziffer, H. J. Snaith and D. S. Ginger,
Science, 2015, 348, 683–686.

35 S. D. Stranks, G. E. Eperon, G. Grancini, C. Menelaou,
M. J. P. Alcocer, T. Leijtens, L. M. Herz, A. Petrozza and
H. J. Snaith, Science, 2013, 342, 341–344.
This journal is © The Royal Society of Chemistry 2017
36 G. Xing, N. Mathews, S. Sun, S. S. Lim, Y. M. Lam, M. Grätzel,
S. Mhaisalkar and T. C. Sum, Science, 2013, 342, 344–347.

37 B. Sun, A. V. Vorontsov and P. G. Smirniotis, Langmuir, 2003,
19, 3151–3156.

38 I. B. Koutselas, L. Ducasse and G. C. Papavassiliou, J. Phys.:
Condens. Matter, 1996, 8, 1217–1227.

39 K. Tanaka, T. Takahashi, T. Ban, T. Kondo, K. Uchida and
N. Miura, Solid State Commun., 2003, 127, 619–623.

40 Q. Lin, A. Armin, R. C. R. Nagiri, P. L. Burn and P. Meredith,
Nat. Photonics, 2014, 9, 106–112.

41 K. Lichtenecker, Phys. Z., 1926, 27, 58–115.
42 V. Brize, G. Gruener, J. Wolfman, K. Fatyeyeva, M. Tabellout,

M. Gervais and F. Gervais,Mater. Sci. Eng., B, 2006, 129, 135–
138.

43 Z. Li, M. Yang, J.-S. Park, S.-H. Wei, J. J. Berry and K. Zhu,
Chem. Mater., 2016, 28, 284–292.

44 H. Zhang and J. F. Baneld, J. Mater. Chem., 1998, 8, 2073–
2076.

45 A. Orendorz, A. Brodyanski, J. Lösch, L. H. Bai, Z. H. Chen,
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