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Functional polymers remain at the core of polymer science in the second century of macromolecular
material research. Lactones are known as monomers for ring-opening polymerizations; however, poly-
mers containing lactone rings as pendant groups are rare. In this study, we revive an overlooked
monomer, mevalonic lactone methacrylate, by demonstrating its radical polymerization, reporting the
properties of the polymer product, and providing information on the thermal, UV, and hydrolytic stabilities
of both the monomer and polymer. Controlled polymerization (via RAFT) provides synthetic precision and
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active terminal groups; thus, the formation of a simple block copolymer based on the aforementioned
polymer is presented. The pendant ring accepts nucleophilic attacks, so the initially hydrophobic polymer
can be altered to make it hydrophilic via reactions with nucleophiles in just seconds. Thus, the polymer
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Introduction

In the second century since the first article reporting macro-
molecules,’ polymer chemistry continues to increase in impor-
tance. The polymer products developed within the last century
have enabled our current lifestyle and technology, and the
limits in this field are still being pushed further. Issues such
as sustainability,”™* recyclability>® and automated synthesis”™°
are examples of new questions and options. In parallel, the
importance of employing photochemistry has been under-
stood, and special attention has been paid to the development
of novel photoinitiating systems.'®** Furthermore, common
polymerization techniques such as the free-radical, controlled-
radical, ionic, and step-growth mechanisms have been made
available via either homogeneous'®™*® or heterogeneous'®"®
photoinitiating processes.

Searching for alternative monomers and polymers with
novel functionalities is an obvious pathway for innovation."*>°
Many appealing technologies, such as 3D printing®"** or
polymerization-induced self-assembly (PISA)** are constantly
searching for alternative polymers. In this context, mevalono-
lactone is an overlooked starting product with interesting func-
tions (Scheme S17). Mevalonolactone (MVL) is the dehydration
product of mevalonic acid; however, it immediately transforms
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film provides responsive surface formation.

back into mevalonic acid in the presence of water. Both MVL
and mevalonic acid are sustainable, sugar-based molecules
and exhibit stereochemistry. Mevalonic acid is a key intermedi-
ate in the biological synthesis of molecules such as cholesterol
(via the mevalonate pathway).>* Mevalonic acid is transformed
into isopentenyl 5-pyrophosphate by enzymes, and thus starts
the synthesis of terpene and steroid-like molecules.?®

However, there are not many reports of the polymerization
of MVL. In 2001, Ouchi and co-workers reported the one-pot
ring opening copolymerization of MVL with r-lactide (10 : 90%
molar ratio) catalyzed by tin 2-ethylhexanoate or distannoxane
to obtain branched biodegradable polymers (Scheme S2at).>®
In this scenario, MVL is reported to behave as an initiator for
t-lactide, as it possesses hydroxy groups; however, the copoly-
merization was reported to proceed very slowly (4 days). Zhang
and colleagues prepared (—)-p-methyl-5-valerolactone from
glucose through anhydro-MVL formation via a scalable bio-
chemical route, which was then polymerized (ring-opening
copolymerization) to  obtain  sustainable  polymers
(Scheme $2b+).>”*®* Chemical oxidations of MVL enable
functionalization (via the opened ring) that can consecutively
be employed for condensation polymerization, as disclosed in
a patent.”® Mevalonic lactone methacrylate (MVLMA) is
another monomer that is obtained from the reaction of MVL
with methacryloyl chloride (Scheme S2¢1)*° and is commer-
cially available, although at relatively high prices (1 g: ~120
euros). Only two articles (in 1999 and 2002) have reported
MVLMA free-radical copolymerization with adamantane-con-
taining monomers (~56% conversion in 8 hours) initiated by a
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Scheme 1 The photo-induced radical polymerization of mevalonic
lactone methacrylate (MVLMA).

thermal initiator, and the polymers were applied as laser resist
materials.>>*' However, we found no reports on the homopoly-
merization of MVLMA or the properties of polyMVLMA.

In the present manuscript, we report the photo-
polymerization of mevalonic lactone methacrylate, analyze the
polymers in detail, and post-functionalize the products.
Controlled synthesis of the polymer by reversible addition—-
fragmentation transfer (RAFT) agent is also described
(Scheme 1).

Experimental

Materials

2,4,6-Trimethylbenzoyl diphenylphosphine oxide (TPO, 98%,
Sigma Aldrich), 2,2"-azobis(2-methylpropionitrile) (AIBN, %98
Sigma Aldrich), 4-methyl-2-oxotetrahydro-2H-pyran-4-yl meth-
acrylate (MVLMA, >98.0%, stabilized with MEHQ, TCI),
1-methyl-2-pyrrolidinone (NMP, ACS grade, 99.0+%, Alfa
Aesar), 1-thioglycerol (97%, Sigma Aldrich), (+)-mevalonolac-
tone (MVL, 97% titration, Sigma Aldrich), cadmium sulfide
(powder, Sigma Aldrich), ethyl 2-(phenylcarbonothioylthio)-2-
phenylacetate dithiobenzoate (RAFT agent, 98%, Sigma
Aldrich), deuterochloroform (CDCl;-d6, 99.8 atom% D, Sigma
Aldrich), dimethylsulfoxide-d6 (DMSO-d6, 99.9 atom% D,
Sigma Aldrich), deuterium oxide (D,0O, 99.9%, Sigma Aldrich),
hydrazine monohydrate (99+%, Alfa Aesar), methanol (MeOH,
>99.9%, Merck), phenylbis(2,4,6-trimethylbenzoyl)phosphine
oxide (BAPOs, 97%, Sigma Aldrich), styrene (St, >99%, 4-tert-
butylcatechol as stabilizer, Sigma Aldrich), and toluene (anhy-
drous 99.8%, Sigma Aldrich) were obtained from commercial
sources. St was passed through a basic alumina column prior
to use to remove the inhibitor. Graphitic carbon nitride (CM)
was freshly prepared according to a known literature pro-
cedure.'® Ultraviolet (UV) light irradiation was performed via a
30 W UV chip (Fdit 395-400 nm UV LED) connected to a
custom-made circuit and a cooling system.

Characterization

X-ray diffraction (XRD) patterns of finely ground PMevL,
RPMevL and PMevL-b-PS were obtained using a Bruker D8
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Advance X-ray diffractometer Cu-Ka (4 = 0.154 nm) equipped
with a Nal scintillation counter-Scinti-Detector. The diffraction
pattern was recorded in the 26 range of 4-70° with steps of
0.05° and an acquisition time of 2 s per step. Fourier trans-
form infrared (FT-IR) spectra were acquired on a Nicolet iS 5
FT-IR spectrometer. Thermogravimetric analysis (TGA) was
performed using a Thermo Microbalance TG 209 F1 Libra
(Netzsch, Selb, Germany) under a nitrogen atmosphere with a
heating rate of 10 K min™" using an aluminum crucible for the
samples. Differential scanning calorimetry (DSC) measure-
ments were performed in aluminum pans as the reference
using a Netzsch DSC204 system (Selb, Germany). The samples
were heated from 35 °C to 250 °C and cooled to room tempera-
ture at a heating/cooling rate of 10 °C min~"'. Proton nuclear
magnetic resonance (‘H-NMR) and carbon nuclear magnetic
resonance ("*C-NMR) spectra were recorded at ambient temp-
erature using a Bruker Ascend 400. Size exclusion chromato-
graphy (SEC) for PMevL, RPMevL, and PMevL-b-PS was con-
ducted in N-methyl pyrrolidone containing 0.5 mol L™ LiBr
and BSME as an internal standard using a column set consist-
ing of two 300 x 8 mm?® PSS-GRAM columns (particle size:
7 pm, porosity: 102 and 103 A at 70 °C, flow rate: 0.8 mL
min~') with a Shodex RI-71 detector. Calibration was carried
out using poly(methyl methacrylate) (PMMA) standards from
PSS.

Water contact angle measurement was performed using a
Kriiss G10 contact angle measuring system and recorded via
the official Kriiss software. The sample (a glass surface
immersed in freshly prepared 20 mg PMevL : 1 mL CHCI; solu-
tion and then placed in an oven set at 60 °C for 15 min) with
an ideally flat surface was placed in front of a camera which
recorded droplets of water and hydrazine hydrate (1:5) and
thioglycerol (1:5) aqueous solutions on the surface and esti-
mated the angle between the droplet and the surface. This
method is useful to determine surface properties, such as
hydrophilicity and hydrophobicity in the present case.

Comparative stability experiments of MVLMA and MVL

20 mg of each substance was dissolved in CDCl; and DMSO-
d6, placed in front of a UV light source at a distance of 60 cm
under ambient conditions for 16 hours, and thereafter
immediately analyzed vie NMR. For a thermal comparison,
20 mg of each substance was weighed out into glass vials and
placed in an oven at 70 °C overnight then analyzed via NMR.

Free radical photopolymerization of mevalonic lactone
methacrylate (PMevL)

0.5 g (2.5 mmol, 1 eq.) of MVLMA was weighed out into a
round bottom flask containing 2 ml toluene, followed by the
addition of 2 mg (0.0057 mmol, 2.28 meq) TPO. The mixture
was capped and purged with nitrogen for 15 minutes and then
placed in front of a 30 W UV light source (60 cm distance) with
continuous stirring for 16 hours at room temperature.
Turbidity was observed within 3 minutes after switching on
the light source. At the end of 16 hours, the mixture was preci-
pitated in 20 mL methanol, filtered and left in a vacuum oven

This journal is © The Royal Society of Chemistry 2022
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at 40 °C overnight (white powder, yield = 57%) (M skc = 29 kg
mol™, b = 2.2). The same procedure was performed employing
BAPO as the photoinitiator instead of TPO, and the reaction
proceeded under visible light irradiation for 24 hours. The
resulting polymer is referred to as BPMevL (white powder,
yield = 63%) (Mp, sec = 50 kg mol ™, B = 3.22).

RAFT-controlled radical photopolymerization of mevalonic
lactone methacrylate (RPMevL)

0.5 g MVLMA was weighed out into a round bottom flask con-
taining 2 ml toluene, followed by the addition of 2 mg TPO
and 10 mg RAFT agent. The mixture was capped and purged
with nitrogen for 15 minutes and then placed in front of a 30
W UV light source (60 cm distance) with continuous stirring
for 10 hours at room temperature. The initial reaction mixture
had a transparent pale pink color, and turbidity was observed
within 20 minutes after switching on the light source. At the
end of 16 hours, the mixture was precipitated in 25 mL metha-
nol, filtered, and left in a vacuum oven at 40 °C overnight
(pale pink powder, yield = 20%) (Mysgc = 7.5 kg mol™", b =
1.55).

RAFT-controlled block copolymer synthesis of PMevL (PMevL-
b-PS)

0.02 g PMevL was weighed out into a round bottom flask con-
taining 500 pL NMP followed by the addition of 1 mg TPO and
200 pL styrene. The mixture was capped and purged with nitro-
gen for 15 minutes and then placed in front of a 30 W UV light
source (60 cm distance) with continuous stirring for 6 hours at
room temperature. The initial reaction mixture had a pale
pink color, and after switching on the light source, the color
transformed to bright yellow within 5 minutes. Approximately
3 hours later, the bright yellow color vanished and the mixture
became transparent. The mixture was precipitated in methanol
to provide a white powder, which was washed, filtered, and
then left in a vacuum oven at 40 °C overnight (white powder,
yield = 14%) (M, sgc = 12.6 kg mol ™, P = 1.53).

Ring-opening (pendant mevalonic lactone groups on PMevL)
via hydrazine monohydrate

10 mg PMevL was dispersed in 400 pL distilled water.
Subsequent step-wise (4 portions, each 100 pL) addition of
hydrazine resulted in the formation of a clear solution, which
was denoted as RO-PMevL. The solution was placed in an oven
at 80 °C overnight and then left in a vacuum oven at 40 °C for
4 hours for the complete evaporation of water and residual
hydrazine.

Results and discussion

Before attempting the polymerization experiments, determin-
ing the monomer stability was a prime concern. It is well
known that mevalonolactone, as well as MVLMA, must be
stored in the freezer in dark bottles. For this reason, we sus-
pected poor structural stability against UV light irradiation and

This journal is © The Royal Society of Chemistry 2022
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heat exposure. The monomer in CDCl; and d-DMSO was kept
under UV irradiation for 16 hours, and based on the collated
"H-NMR and *C-NMR data, it was found to be stable under
these conditions (Fig. S1 and S2t). Thermal stability was con-
firmed by placing the sample in an oven at 70 °C overnight,
after which no structural changes were found (Fig. S371). The
surprising stability of the MVLMA monomer led us to investi-
gate MVL again, and under comparable experimental con-
ditions, both UV light irradiation and heat exposure affected
its stability (Fig. S41). One can conclude that destabilization
mechanisms operate via the open alcohol group, and the
modification via methacrylate addition to mevalonolactone to
form the monomer MVLMA provides stability to the structure.

Free radical photopolymerization

Photo-induced radical polymerization of MVLMA was per-
formed as described in the experimental part. In brief,
MVLMA (monomer) and TPO (photoinitiator) were dissolved
in toluene and purged with nitrogen, and then placed in front
of a UV light source under continuous stirring for 16 hours.
Rapid turbidity in the initially transparent reaction medium
was observed within 3 minutes after switching on the light
source. The fast development of turbidity led us to consider
possible precipitation polymerization; however, a quick check
via light microscopy did not show particle formation. Based on
visual observations, the turbidity and viscosity slightly
increased over time, and at the end of 16 hours, a white
powder, which was denoted as PMevL, was successfully
obtained after precipitation in MeOH followed by a filtration
and drying process in 58 wt% solid yield (Table 1). The
'"H-NMR and C-NMR results confirmed polymer formation
based upon the disappearance of the vinylic hydrogen signals
of the methacrylate group on MVLMA (CH,=C-, a) while new
signals characteristic of the polymer backbone of PMevL
appeared (Fig. 1 and Fig. S57).

In accordance with the NMR results, the FT-IR spectrum of
PMevL did not exhibit a C=C stretching vibration at
1637 cm ™. Additionally, the two C=0 stretching vibrations of
MVLMA, which are located at 1741 cm™" and 1701 cm™" as a
result of the lowered stretching frequency related to the conju-
gation between the C=C and C=O bonds, transformed into
one signal at 1717 cm ™" after the polymerization (Fig. 2a). The
time-dependent molecular weight evolution of PMevL was
demonstrated via SEC (Fig. 2b and Table 1). The first sample (¢
= 1) was taken 6 hours after the starting time, and subsequent
samples were taken every 2 hours until the reaction period was
complete (16 hours). As can be seen from Fig. 2b, the efficient
formation of large macromolecules took place after 10 hours.
According to the PMMA calibration, PMevL exhibited a rela-
tively low M, spc value of 29 kg mol™" with a slightly broad
molecular mass distribution with a D of 2.2. Similar molar
mass values and polymerization kinetics were obtained in the
literature (for random copolymerization with 2-methyl-2-ada-
mantane)®® as well, which can be explained as arising from
steric hindrance. To investigate the hydrolytic stability of the
polymer, we immersed the polymer in D,O for 2 days, then fil-
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Table 1 SEC results from the as-synthesized polymers in combination with the yield and reaction conditions

Polymer Monomer/initiator/RAFT agent My meo® (kg mol™)  Mpgec” (kg mol™)  BF yield? (%) Reaction conditions
PMevL 250:1 13 29 2.2 57 UV, 16 h

BPMevL 250:1 15.5 50 3.22 63 Visible light, 24 h
RPMevL 250:1:10 4.8 7.5 1.55 20 UV, 10 h
RPMevL-h-PS (1:10)1 8.3 12.6 1.53 14 Uv,6h

“Calculated as described in the Experimental section. ” Determined via SEC. © Obtained via SEC. ¢ Calculated gravimetrically.
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Fig. 1 'H-NMR spectra of MVLMA (a) and PMevL (b).

tered it and obtained its 'H-NMR spectrum; however, no dis-
solved product was found, which indicates the stability of the
mevalonolactone pendant group against spontaneous hydro-
lysis (data not shown). The mevalonolactone ring might
inhibit significant chain growth.

The thermal properties of PMevL were investigated via TGA
and DSC. The TGA measurements showed a two-step degra-
dation profile; the step from 186 °C to 400 °C was attributed to
MVL ring decomposition and depolymerization with 62.7 wt%
weight loss, and the second degradation step was attributed to
final fragmentation and extended to 450 °C with 30.7 wt%
mass change (Fig. 3a). DSC measurement showed a single

142 | Polym. Chem., 2022, 13,139-146

a)

1717 cm’
N

/|

4
1741 cm 1701 em™
|~

4000 3500 3000 2500 2000 1500 1000

b Wavenumber (cnm'')
) 1.04 - .Wn’SEc=29000 + t=1
' R, »p=22 ° t=2
t=3
£038+ t=4
g’ A s t=5
g 0.6 4 PMevL
3 0
°
Q
2 0.4 4
©
g
= 0.2 4
0.0 J

0.0  3.0x10* 6.0x10* 9.0x10* 1.2x10° 1.5x10°
Molar Mass [Da]

Fig. 2 FT-IR spectra of MVLMA and PMevL (a), and the kinetics of
PMevL with respect to the normalized number-average molecular
weight obtained via SEC (b).

point, a relatively high T, at 154 °C, followed by structural
decomposition with gradually increasing temperature (Fig. 3b).

In addition, photopolymerization was attempted in the
visible-light range using BAPO as a radical photoinitiator. Our
efforts to conduct photoredox-type visible-light-induced
polymerization by employing cadmium sulfide and carbon
nitride semiconductors failed to produce clean polymers,
which might be ascribed to photogenerated oxidative species
influencing the MVL ring stability. On the other hand, BAPO-
based initiation via visible light resulted in an M,, sgc value of
50 kg mol~" with a P of 3.22, and polymer structures were con-
firmed via both FT-IR and NMR analysis (BPMevL) (Fig. S67).
It is conclusive that mevalonic lactone methacrylate can be
successfully photopolymerized via visible light as well.
However, the dispersity index of BPMevL, which exhibited a
much higher value than that of PMEVL, is not desirable when

This journal is © The Royal Society of Chemistry 2022
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Fig. 3 TGA measurements (a) and DSC measurements (b) of PMevL.

its further utilization is considered. Therefore, PMevL was
chosen for the subsequent post-modification studies.

Nucleophilic ring-opening of pendant mevalonolactone units

The obtained polymer products with the mevalonic lactone
pendant groups were then explored for further functionali-
zation. Simple ring-opening under mild reaction conditions
was realized via nucleophilic attack of hydrazine hydrate on
the carbonyl carbon, which leads to the opening of the ring
and forms hydrazide groups (Scheme S3f). As can be seen
from Fig. S7,f PMevL is inherently hydrophobic (water-disper-
sible). Nevertheless, after the step-wise addition of hydrazine,
an immediate phase transition towards a clear solution was
observed within a couple of seconds, which confirmed the
effective ring opening. Afterwards, the as-prepared polymer
was purified by removing the residual hydrazine and water via
evaporation as described in the Experimental section
(RO-PMevL). According to "H-NMR and *C-NMR results, the a
hydrogens of mevalonic lactone were shielded from 4.1 ppm to
3.5 ppm (Fig. S8at). Moreover, the FT-IR spectrum exhibited
typical N-H stretching of primary amine and secondary amide
groups at 3270 cm™', 2931 cm™", and 2628 cm ™!
plane N-H bending at 1550 cm ™" (Fig. S8ct).
This responsive functionality has high potential for further
applications. To gain some insight into this, PMevL was dis-
solved in chloroform (20 mg:1 mL) and coated on a glass

, as well as in-

This journal is © The Royal Society of Chemistry 2022
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Water

Hydrazine

Thioglycerol

e

Fig. 4 Contact angle results for the PMevL film coated on glass in
response to water, hydrazine, and thioglycerol.

surface; it formed good quality films, similar to polymethacry-
lates. Subsequently, water contact angle measurements (WCA)
were performed, in both distilled water and in the presence of
nucleophilic molecules. As can be seen in Fig. 4, distilled
water gives a WCA of 82°, indicating hydrolytic stability as well
as the hydrophobic nature of PMevL. On the other hand, when
strong nucleophiles such as hydrazine and thioglycerol are
present, the significant decrease in the WCA results can be
attributed to hydrolysis based on the pendant MVL groups on
the PMevL-coated surface (14.4° and 12.1°, respectively). This
further confirms the ease of ring-opening via nucleophiles,
which does not require physical stimuli like manual shaking,
but also can occur over an immobile platform over time. In
summary, PMevL polymer films are responsive surfaces and
can be employed in many potential applications spanning
from sensing to molecule transport.

RAFT-controlled photopolymerization

Controlled radical polymerization is very useful when low dis-
persities and/or block copolymer formation are required.>*—**
In this part, we employ a dithiobenzoate RAFT agent for the

Polym. Chem., 2022,13,139-146 | 143
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Polymer Water THF DMSO NMP CHCl; MeOH Acetone Toluene DMF
PMevL X X v v v X X X v
BPMevL X x v v v x x x v
RPMevL X x v v v X X X v
RPMevL-b-PS X x v v v x x ~ v

x: insoluble, ~: slightly soluble v: soluble.

synthesis of PMevL as described in the Experimental section.
Unlike the free-radical photopolymerization, the RAFT-
mediated/controlled analogue (RPMevL) was terminated in
10 hours (instead of 16 hours) and after purification resulted
in a pale pink colored powder, which indicates the presence of
RAFT end-groups on the resulting polymer chains (still
dormant polymer chain). This polymer can be used as a
macro-chain transfer agent for block copolymer synthesis with
styrene by employing freshly prepared RPMevL under UV light.
The resulting white powder copolymer with 14 wt% solid yield
is denoted as RPMevL-b-PS (Table 1). At this point, a solubility
chart of the synthesized polymer is provided, which aims to
guide researchers employing these polymers in future
(Table 2). In addition, digital images of the copolymerization
visually present the reaction progress; the initial pale pink
color that represents RAFT end groups then transforms to

DMSO
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b) f1 (ppm)

weh ¢
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}e
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cpal,

| S

9 8 7 6 5 4 3 2 1 0
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Fig. 5 'H-NMR spectra of RPMevL (a) and RPMevL-b-PS (b).
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bright yellow within 3 minutes due to the exposure to UV light,
and 3 hours later becomes totally transparent (Fig. S97).

"H-NMR confirmed successful polymerization, as the
corresponding double-bond signals disappeared and the
signals corresponding to the repeating groups of both RPMevL
and RPMevL-b-PS grew (between 1-2 ppm). For the block copo-
lymer, benzylic signals belonging to polystyrene were found
(Fig. 5).

FT-IR spectra of RPMevL and RPMevL-b-PS in combination
with PMevL clearly reveal the efficient block copolymer syn-
thesis. Polystyrene incorporation was confirmed based on its
characteristic signals, such as the signal at 3030 cm™" corres-
ponding to the aromatic C-H stretching vibration, those at
1585 em™ " and 1494 cm™' corresponding to aromatic C-H
bond stretching and lastly the signal at 698 cm™" corres-
ponding to aromatic C-H deformation vibration (Fig. 6a).
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Fig. 6 FT-IR spectra (a) and normalized SEC results depicting the molar
mass distributions (b) of PMevL, RPMevL, and RPMevL-b-PS.
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Fig. 7 TGA measurements (a) and XRD profiles (b) of PMevL, RPMevL,
and RPMevL-b-PS.

A narrow molecular mass distribution with low b was expected
from the RAFT-mediated product. As shown in Fig. 6b, the con-
trolled photopolymerization of RPMevL first resulted in an M,, sgc
value of 7.5 kg mol™" with a P of 1.55, while its co-polymer
(RPMevL-b-PS) exhibited an M, gc value of 12.6 kg mol™" with a
b of 1.53. The effect of employing the RAFT agent on the molar
mass distribution is clearly observed by comparison to PMevL
(M sec value of 29 kg mol™ with D = 2.2), and block copolymer
formation could be obtained as a result of the RAFT chemistry.

The thermal degradation profiles of all polymers are in
accordance with the expectations (Fig. 7a). The enhanced thermal
stability of RPMevL-b-PS is attributed to block copolymer for-
mation with styrene units, and this polymer yields 10% carbon-
aceous material at 450 °C, which is a higher value compared to
those of the homopolymers. However, a similar step-wise degra-
dation profile was obtained. Due to the lactone unit, the possible
crystal structures of the thus-formed polymers were investigated
via powder XRD. However, strong amorphous regions with broad
signals at 26 = 15.2 and 15.4 were detected for all polymers, with
no clear indication of crystallinity (Fig. 7b).

Conclusions

We described the photo-induced radical homopolymerization
of mevalonic lactone methacrylate, including a systematic ana-

This journal is © The Royal Society of Chemistry 2022
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lysis of the monomer and mevalonolactone stabilities. The
polymerization behavior of the monomer was investigated
using photoinitiation, and the final properties of the polymer
product were described. The T, value (154 °C) of the polymer
was rather high. As the lactone groups of the thus-formed poly-
mers are susceptible to modification, nucleophilic ring
opening with hydrazine was demonstrated to transform the
hydrophobic polymer into a hydrophilic analogue in seconds,
and homogeneous polymer films exhibit responsive surface
properties. Furthermore, controlled photopolymerization via a
RAFT agent provides active end groups to the polymer, and the
chain extension abilities (block copolymer formation) of the
RAFT-terminated polymer were confirmed. Lactone groups are
known as monomers; however, pendant lactone units in
polymer chains are rare. Thus, MVLMA polymers constitute an
attractive avenue for researchers. The intention of this manu-
script is to motivate researchers to rediscover the MVLMA
monomer and its polymer properties from this perspective.
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