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Self-assembled monolayer (SAM)-based hole-selective layers (HSLs) offer a promising route to defect-
passivated and energy-aligned interfaces in perovskite organic tandem solar cells (POTSCs). However, their
practical implementation remains hindered by weak anchoring to transparent conductive oxides (TCOs),
leading to desorption during perovskite deposition and poor interfacial durability under polar solvent
exposure. Here, we present a chemical interfacial stabilization strategy in which potassium carbonate
(K,CO3) mediates the controlled deprotonation of [2-(9H-carbazol-9-yl)ethyllphosphonic acid (2PACz),
forming mixed mono- and di-deprotonated species (2PACz-K) that bind strongly to indium tin oxide (ITO).
The resulting SAM exhibits superior solvent resistance, improved energy-level alignment, and enhanced
buried interface quality. POTSCs incorporating 2PACz-K achieve 25.10% power conversion efficiency (PCE)
with a high open-circuit voltage (Voc) of 2.230 V, while retaining 80% of their initial PCE after 220 h of
maximum power point (MPP) tracking under simulated 1-sun illumination. Beyond photovoltaics, the robust

Received 18th November 2025, 2PACz-K interface is further integrated into a perovskite/organic tandem photocathode (POT-PEC),
Accepted 3rd February 2026 representing the first transparent, metal-free tandem PEC architecture capable of stable operation in
DOI: 10.1039/d5ee07006f aqueous electrolyte, delivering a photovoltage (V) of 2.16 V and achieving a solar-to-hydrogen (STH)

conversion efficiency of 7.7%. This work establishes a versatile interfacial design paradigm that bridges
rsc.li/ees photovoltaic and photoelectrochemical energy conversion.

Broader context

The transition toward a carbon-neutral society demands technologies capable of producing both renewable electricity and sustainable fuels from sunlight.
While perovskite solar cells (PSCs) have reached efficiencies rivaling silicon, extending their functionality toward solar-driven fuel generation remains a key
challenge. This study introduces a molecular-engineering approach that stabilizes the buried interfaces of perovskite/organic tandem devices through
controlled deprotonation of self-assembled monolayers (SAMs). The resulting mixed-state 2PACz-K forms robust chemical coordination with conductive oxides,
enabling both efficient charge extraction and long-term durability. Beyond advancing high-efficiency tandem photovoltaics, this interfacial strategy is extended
to photoelectrochemical cell (PEC) systems, leading to the first transparent, metal-free tandem photocathode capable of stable operation in aqueous media. By
unifying the design principles of photovoltaic and photoelectrochemical platforms, this work demonstrates how molecular-level interface control can
accelerate the integration of solar electricity and fuel production-offering a scalable, low-cost pathway toward sustainable solar-energy conversion and storage.
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constraints hinder integration into unified solar-energy plat-
forms. In this context, perovskite/organic tandem architectures
offer a compelling opportunity to bridge PV and PEC function-
alities, combining the high efficiency and bandgap tunability of
perovskite absorbers with the hydrophobicity and spectral
complementary of organic semiconductors. Such hybrid tan-
dem designs are not only well suited for efficient solar-to-
electricity conversion but also provide a promising foundation
for solar-driven hydrogen production.

Single-junction perovskite solar cells (PSCs) have achieved
impressive power conversion efficiencies (PCEs) exceeding
27.0% within just over a decade, underscoring the rapid progress
of perovskite photovoltaics." Despite this achievement, further
efficiency gains are fundamentally constrained by the Shockley-
Queisser limit (S-Q limit) (33.7%) for single-junction devices.> To
overcome this limitation, the tandem architecture has emerged
as a promising approach to more efficiently utilize the solar
spectrum and reduce thermalization losses.® The perovskite-
based tandem architectures have been extensively investigated,
and we summarize the representative architectures and perfor-
mance in Table S1. Among various designs, monolithic perovs-
kite/organic tandem solar cells (POTSCs) have attracted
increasing attention owing to their use of orthogonal solvents,*
highly tunable bandgaps,>® and superior stability compared to
all-perovskite tandems that often suffer from rapid Sn**/Sn**
oxidation.”® Moreover, the hydrophobic organic layers provide
an additional functional advantage-inherent resistance to aqu-
eous environments-rendering POTSCs particularly suitable as a
bridge between PV and PEC applications.’ From a PEC perspec-
tive, the optical transparency is particularly advantageous
because a transparent photocathode can be serially combined
with a complementary light absorber/photoanode to increase the
overall photovoltage, providing a bias-free solar-fuel system.

Despite these advancements, the performance and scalability of
wide-bandgap (WBG) PSCs remain limited by significant open-
circuit voltage (Voc) losses. These losses originate primarily from
non-radiative recombination at imperfect buried interfaces,'*""
energy-level mismatches,"”>" and interfacial instability arising
from chemical interactions with polar solvents during perovskite
processing.'*'> Among various strategies to mitigate these issues,
the design of robust hole-selective layers (HSLs) has emerged as a
crucial determinant of both interfacial energetic and perovskite
film formation. Recent efforts employing self-assembled mono-
layers (SAMs) have demonstrated their potential to provide mole-
cularly defined interfaces with tunable surface dipoles and
reduced defect densities."®'®'” However, their practical use in
perovskite processing remains challenged by incomplete coverage
and weak binding to transparent conductive oxides (TCOs) such as
indium tin oxide (ITO) and fluorine-doped tin oxide (FTO), often
resulting in desorption or morphological inhomogeneity under
polar solvents.>****> Consequently, developing chemically stable,
solvent-resistant SAM-based HSLs is essential for advancing per-
ovskite/organic tandem platforms and enabling their extension
toward photoelectrochemical operation.

Herein, we introduce a chemical interfacial engineering
strategy that stabilizes SAMs through potassium carbonate
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(K,CO3)-mediated deprotonation of [2-(9H-carbazol-9-yl)ethyl|phos-
phonic acid (2PACz). This process generates a mixed population of
mono- and di-deprotonated species (2PACz~ and 2PACz>"), collec-
tively referred to as 2PACz-K, which exhibit stronger binding
affinity to ITO surfaces and enhanced chemical resilience against
polar solvents. The resulting SAM forms a uniform, solvent-
resistant HSL that maintains interfacial integrity during perovskite
deposition and promotes improved crystallinity and energetics of
the overlying WBG perovskite film. A device incorporating 2PACz-K
achieved a PCE of 18.25% in WBG PSCs and 25.10% in POTSCs,
accompanied by reduced hysteresis and enhanced operational
stability. Moreover, leveraging its intrinsic chemical robustness
and superior Vo, the 2PACz-K interface was further extended to a
transparent, metal-free perovskite organic tandem photocathode
(POT-PEC) for solar to hydrogen conversion, achieving a photo-
voltage (Vpn) of 2.16 V and delivering a solar-to-hydrogen (STH)
conversion efficiency of 7.7%. These results establish 2PACzK as a
versatile interfacial material that bridges high-efficiency photovol-
taics and durable solar-driven hydrogen conversion.

Results and discussion

To elucidate that K,CO3; mediates the deprotonation of 2PACz
and strengthens its binding to the ITO surface, we first estab-
lished the stepwise deprotonation pathway illustrated in
Fig. 1a. Upon addition of K,COj;, the phosphonic acid moiety
of 2PACz undergoes sequential deprotonation upon the addi-
tion of K,CO3, forming mono- (2PACz~) and di-deprotonated
(2PACZz>") species, collectively denoted as 2PACz-K. This pro-
cess is accompanied by the release of CO, and H,0O, confirming
the acid-base neutralization mechanism.

The deprotonation behavior was experimentally verified
through pH titration of ethanolic 2PACz solutions at varying
2PACz:K,CO; molar ratios (1:0.5, 1:1, 1:1.5), as shown in
Fig. 1b and Fig. S1. The measured pH increased from 2.88 for
pristine 2PACz to 8.15 at a 1:1 molar ratio. Based on these values
and the literature-reported pK,; = 2.5 and pK,, = 8.5 for phos-
phonic acids,"®"® the relative populations of the protonated
species were estimated using standard diprotic equilibrium
expressions (Note S1). The calculation shows that in ethanolic
2PACz solutions, 2PACz™ is the dominant form (~ 71%) with only
a minor fraction of the fully protonated 2PACz ( ~29%). Whereas
in the presence of K,COj; at 1: 1 molar ratio, 2PACz>~ emerges as a
significant component (~31%) while 2PACz~ remains predomi-
nant (~69%) (Table S2). These results confirm that K,COs;
induces partial but controlled deprotonation of 2PACz, leading
to a mixed mono- and di-deprotonated state consistent with the
formation of 2PACz-K.

X-ray photoelectron spectroscopy (XPS) provided further
confirmation of this deprotonation state in this film. As pre-
sented in Fig. 1c, d and Table S3, the O 1s XPS spectra of 2PACz
and 2PACz-K films spin-coated on glass revealed a distinct shift
toward higher P-O~ content in 2PACz-K (0.76 vs. 0.36), reflect-
ing a greater proportion of deprotonated species capable of
forming P-O-M (M = In/Sn) coordination with the ITO surface.

Energy Environ. Sci., 2026, 19, 1540-1550 | 1541
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Fig. 1

(a) Schematic illustration of stepwise deprotonation of 2PACz mixing with K,COs (1: 1 molar ratio). (b) pH values of mixed 2PACz : K,COs solutions

and the corresponding PCEs of WBG PSCs. (c) and (d) O 1s XPS spectra of 2PACz and 2PACz-K on glass substrates. (e) DFT-calculated adsorption energy
(Eaqs) Of fully protonated 2PACz, mono-deprotonated 2PACz (2PACz ), and di-deprotonated 2PACz (2PACZ?") on the ITO surface.

To quantitatively assess the impact of this deprotonation on
interfacial binding, density functional theory (DFT) calcula-
tions (Fig. 1e and Note S2) were performed,*® showing that
the adsorption energy (E,qs) becomes increasingly favorable with
the degree of deprotonation: —3.51 eV for fully protonated 2PACz,
—4.16 €V for 2PACz , and —5.01 eV for 2PACz>". Notably, this
enhanced binding does not rely on a dehydration-driven condensa-
tion process that has been commonly proposed for protonated
phosphonic-acid-based SAMs on oxide surfaces.>">> While residual
P-OH groups may, in principle, participate in hydroxyl-mediated
condensation under certain surface conditions, K,CO;-mediated
deprotonation fundamentally alters the dominant anchoring path-
way by converting neutral P-OH groups into negatively charged P-
O™ species. This charge-state transition enables direct ionic/coor-
dinative interactions with In®*" and Sn*" cations exposed at the ITO
surface, consistent with the systematically increased adsorption
energies observed in DFT calculations. As a result, interfacial

1542 | Energy Environ. Sci., 2026, 19, 1540-1550

stabilization in 2PACz-K is governed primarily by charge-assisted
coordination rather than by conventional condensation pathways.

Taken together, these results confirm that K,COj; treatment
drives partial deprotonation of 2PACz, leading to the coexis-
tence of 2PACz~ and 2PACz”>~ species that bind more strongly
to ITO surfaces. The resulting 2PACz-K layer is therefore
chemically anchored through mixed P-O-M coordination, pro-
viding a robust foundation for subsequent solvent processing
and perovskite film growth.

To further investigate the impact of the adsorption energy
on the anchoring stability of HSLs, Kelvin probe force micro-
scopy (KPFM) measurements were conducted to assess the
surface potential of ITO/HSLs before and after rinsing with
dimethylformamide (DMF). Since DMF is the primary solvent
used during perovskite deposition, rinsing experiments were
employed as a proxy to mimic solvent exposure and assess HSL
robustness under relevant processing conditions. Before DMF

This journal is © The Royal Society of Chemistry 2026
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Fig. 2 (a)-(d) KPFM images and corresponding Gaussian fitting curves of ITO/HSLs before and after DMF rinsing. (e) Comparison of the work function of

ITO/HSLs before and after DMF rinsing measured by UPS and KPFM. (f) Coverage factors of ITO/HSLs before and after DMF rinsing. (g) Energy level

diagrams of ITO/HSLs and perovskite buried interfaces.

rinsing, ITO/2PACz-K exhibited a lower contact potential dif-
ference (CPD) with a narrower distribution compared to ITO/
2PACz (Table S4), indicating a deeper work function (WF) and
improved microscopic uniformity in electronic properties
(Fig. 2a and b).*?

After DMF rinsing, the CPD of ITO/2PACz significantly
decreased and showed a broader distribution (Fig. 2c), closely
resembling that of bare ITO (Fig. S2), suggesting that a substantial
portion of the SAM was removed.”® In contrast, ITO/2PACz-K
maintained a relatively stable CPD profile post-rinsing (Fig. 2d),
confirming that the deprotonated species in 2PACz-K remain
anchored on the ITO surface and maintain their electronic uni-
formity. Ultraviolet photoelectron spectroscopy (UPS) corroborated
these observations, with WF values after DMF rinsing consistent
with the KPFM results (Fig. S3 and Fig. 2e). The deeper WF of ITO/
2PACzK relative to ITO/2PACz implies more compact molecular
packing and reduced interfacial disorder.*

To further assess the surface coverage and chemical integrity
of the SAMs, XPS was performed before and after DMF

This journal is © The Royal Society of Chemistry 2026

exposure. The relative intensity ratio of the C 1s and In 3d
peaks (Fig. S4, S5 and Table S5) revealed that 2PACz-K main-
tained higher coverage on ITO even after rinsing, while the
2PACz films exhibited significant desorption (Fig. 2f).*> This
stability is consistent with the deprotonated species identified
by DFT calculations, supporting the formation of a chemically
robust SAM on ITO.

Taken together, the KPFM, UPS, and XPS results indicate that
the WF increase induced by K,COj; treatment-and its subsequent
decrease after DMF rinsing-is governed primarily by changes in the
surface coverage and interfacial uniformity of the SAM. Specifically,
K,CO;-mediated deprotonation promotes stronger anchoring of
2PACz on the ITO surface, resulting in a more continuous and
uniform SAM with higher surface coverage, which manifests as a
deeper WF prior to solvent exposure. Upon DMF rinsing, partial
desorption of weakly bound molecules reduces the coverage factor
and shifts the measured WF toward that of bare ITO; this effect is
pronounced for pristine 2PACz, whereas 2PACz-K retains a rela-
tively stable WF owing to its enhanced interfacial anchoring.

Energy Environ. Sci., 2026, 19, 1540-1550 | 1543
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Building on this stabilized interfacial electronic environ-
ment, valence band maximum (VBM), conduction band mini-
mum (CBM), and Fermi level (Eg) positions were determined
using UPS and optical bandgap data (Fig. 2g and Fig. S6, S7).
After DMF rinsing, ITO/2PACz displayed downward band bend-
ing and a large offset (AE,, = 0.29 eV) between the VBM of the
perovskite and the highest occupied molecular orbital (HOMO)
of ITO/2PACz, forming a barrier for hole extraction.? In contrast,
ITO/2PACz-K exhibited upward band bending with smaller off-
set (AE, = 0.17 eV), reflecting improved interfacial energetics
and a more favorable energy cascade for hole transfer. This
alignment optimization, sustained even after solvent exposure,
evidences the ability of 2PACz-K to preserve both structural and
electronic integrity under realistic processing conditions.

Collectively, these results confirm that K,CO;-mediated depro-
tonation transforms the SAM into a solvent-resistant interface that
maintains chemical integrity, electronic uniformity, and favorable
energy level alignment during perovskite processing.

Building on the enhanced interfacial robustness and opti-
mized energy alignment provided by 2PACz-K, the influence of
interfacial chemistry on the growth of the overlying perovskite
film was further examined. XPS measurements after DMF
rinsing show that the K-related signal remains detectable on
the ITO/2PACz-K substrate (Fig. S8), indicating that potassium
species are not completely removed during processing and can
persist during subsequent perovskite deposition. To examine
the vertical spatial distribution of these potassium species after
perovskite crystallization, depth-resolved time-of-flight second-
ary ion mass spectrometry (TOF-SIMS) analysis was performed
(Fig. S9). While no detectable K™ signal was observed for the
pristine ITO/2PACz/perovskite samples, a clear K' signal is
detected in the ITO/2PACz-K/perovskite structures after perovs-
kite deposition. Notably, the K" signal extends across the per-
ovskite region in the depth profile rather than being confined
exclusively to the ITO/SAM interface, indicating the partial
presence of potassium species within the perovskite layer.
Because TOF-SIMS depth profiles provide a vertically averaged
and semi-quantitative measure, this analysis alone does not
allow determination of whether potassium species preferentially
reside at grain boundaries, act as bulk defect passivators, or
influence the perovskite primarily through electrostatic or
chemical interactions at the buried interface. Accordingly, the
discussion in this section focuses on the spatial distribution of
potassium species and the resulting film growth behavior, while
their implications for device operation are examined separately.

Under this stabilized interfacial condition, the structural evolu-
tion of the perovskite film is systematically modified. X-ray diffrac-
tion (XRD) patterns revealed narrower full widths at half maximum
(FWHM) of the (100), (110), and (200) diffraction peaks for films
grown on ITO/2PACzK compared with those on ITO/2PACz (Fig.
S$10), consistent with enhanced crystallinity and improved crystal
coherence. Scanning electron microscopy (SEM) images further
revealed enlarged grain sizes and a more uniform buried interface
for perovskite films on ITO/2PACz-K (Fig. S11), suggesting that a
robust and well-anchored SAM promotes uniform nucleation and
continuous coverage during crystallization.

1544 | Energy Environ. Sci., 2026, 19, 1540-1550
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The improved structural quality is further reflected in the
optoelectronic properties of the perovskite film. The perovskite
film grown on ITO/2PACz-K exhibits stronger steady-state
photoluminescence (PL) intensity than its 2PACz counterpart
(Fig. S12), suggesting reduced non-radiative recombination
losses under this substrate configuration, where interfacial
recombination pathways are typically dominant. Grazing inci-
dence XRD (GIXRD) analysis further indicates that the residual
tensile strain in the perovskite film is substantially relaxed
when grown on 2PACz-K (Fig. S13 and Note $3).>° This strain
relaxation is consistent with a more strongly coupled buried
interface enabled by deprotonated phosphonates, which can
provide a more stable interfacial environment during perovs-
kite crystallization.

Time-dependent PL spectra under continuous 1-sun illumi-
nation reveal that the perovskite film on ITO/2PACz exhibited a
pronounced red shift and spectral broadening associated with
light-induced phase segregation (Fig. S14a). In contrast, the
perovskite film on ITO/2PACz-K maintains a comparable stable
emission peak, shifting only slightly from 655 to 659 nm after
20 minutes of illumination (Fig. S14b). These observations are
consistent with improved crystallization and reduced residual
strain enabled by the chemically stabilized buried interface.
These effects are consistent with the observed suppression of
light-induced phase segregation and are expected to be bene-
ficial for the operational stability of the WBG perovskite layer,
as discussed in the following device analysis.”®*”

The structural and optoelectronic improvements imparted
by 2PACz-K were next evaluated at the device level using WBG
PSCs. To evaluate the impact of the modified HSL on device
performance, WBG PSCs were fabricated with the configuration
ITO/HSL/WBG perovskite/propane-1,3-diammonium iodide (PDAL)/
Ce0/SNO,/Ag (Fig. 3a). The current density-voltage (J-V) char-
acteristics of the devices based on 2PACz and 2PACz-K are
compared in Fig. 3b, and the corresponding photovoltaic para-
meters are summarized in Table S6. The 2PACz-K device
achieved a higher PCE of 18.25% with V¢ of 1.366 V and a fill
factor (FF) of 83.10%. The hysteresis index was reduced from
7.01% (2PACz) to 4.66% (2PACz-K), consistent with the miti-
gated lattice strain and reduced defect density in the perovskite
layer.?®

The integrated photocurrent density values obtained from
external quantum efficiency (EQE) spectra were consistent with
those from j-V measurements (Fig. 3c), confirming the relia-
bility of the device data. Statistical analysis across 40 devices
demonstrated not only higher average efficiency but also
improved reproducibility for the 2PACz-K series (Fig. 3d and
Fig. S15). The stabilized power output (SPO) at maximum power
point (MPP) measured for 1000 s under AM 1.5G illumination
reached 17.08% for the 2PACz-K device, compared with 15.62%
for its 2PACz counterpart (Fig. S16). Notably, the FF of 2PACz-K
devices reached 85.15% (Fig. S17), and Vo x FF approached
~ 81% of the S-Q limit for 1.84 eV WBG PSCs, ranking among
the highest reported for POTSCs (Fig. 3e and Table S7).

To elucidate the origin of the enhanced photovoltaic perfor-
mance, transient photocurrent (TPC) and transient photovoltage

This journal is © The Royal Society of Chemistry 2026
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Fig. 3 (a) Device structure of WBG PSCs. (b) J-V curves at forward and reverse scan of champion WBG PSCs with 2PACz and 2PACz-K. (c) EQE spectra

of WBG PSCs with 2PACz and 2PACz-K. (d) PCE distribution histogram of WBG PSCs. (e) Comparison of Voc x FF of our WBG PSCs based on 2PACz-K
with E5 & 1.84 eV with those of the previously reported WBG perovskites for POTSCs. (f) Voc loss analysis and (g) FF loss analysis of WBG PSCs. (h)

Operational stability of encapsulated WBG PSCs at continuous output at MPP in ambient conditions (25% RH, 40 °C) under 100 mW cm™2

stability of unencapsulated WBG PSCs under 65 °C in an N, atmosphere.

(TPV) analyses were performed (Fig. S18). The 2PACz-K devices
exhibited a shorter TPC decay time (0.73 us vs. 0.91 us) and a
longer TPV lifetime (12.15 ps vs. 5.23 ps), indicating more
efficient charge extraction and suppressed recombination. This
was further supported by the larger recombination resistance
(16103 Q vs. 7866 Q) in electrochemical impedance spectroscopy
(EIS) (Fig. S19). The higher slope (« = 0.980) in the light-intensity-
dependent short-circuit current density (Jsc) measurements also
indicated the lowest charge recombination and the lowest photo-
induced leakage current under operating conditions (Fig. $20).>
In addition, dark j-V measurements showed a lower low-bias
dark current for the 2PACz-K device compared to the 2PACz
device, corroborating the suppression of shunt-related leakage
paths (Fig. S21).

Capacitance-voltage (C-V) measurements and Mott-Schottky
plots revealed an increased built-in potential (V;,;) for 2PACz-K
devices (1.11 V vs. 1.04 V) (Fig. S22), suggesting an enhanced
internal electric field for charge separation. To quantify the Voc
improvements, the total Vi loss was deconvoluted into three parts:
thermodynamics and radiative recombination losses, non-radiative
recombination loss, and interfacial loss (Fig. 3f). A detailed break-
down of the Vo losses is provided in Note S4, Fig. S23 and Table
S8. As expected, the thermodynamic/radiative recombination loss
was identical owing to the same optical bandgap (1.84 eV).>® The

This journal is © The Royal Society of Chemistry 2026

. (i) Thermal

non-radiative recombination loss derived from the photolumines-
cence quantum yield (PLQY) was reduced from 124 mV (2PACz) to
94 mV (2PACzK) (Fig. S24), while interfacial loss decreased from 66
mvV to 46 mV. Together, these factors account for the higher V¢ of
1.366 V in the 2PACzK devices.

The ideality factors (n) extracted from light-intensity-dependent
Voc measurements decreased from 1.69 to 1.48 (Fig. S25), indicat-
ing a reduction in trap-assisted recombination.’® Based on these
parameters, the FF loss of the WBG PSCs was subsequently
analyzed (Note S5). Because both devices show the identical optical
bandgap of 1.84 eV, their S-Q limited FF is the same (91.62%).>"
The FF,,.x Was calculated to be 87.46% for 2PACz-K and 85.77% for
2PACz. The difference between FF,,,x and the experimentally
measured FF corresponds to transport-induced FF losses of
4.36% for 2PACzK and 5.23% for 2PACz, respectively (Fig. 3g).
These improvements confirm that the introduction of 2PACz-K
facilitates efficient charge extraction and reduces interfacial losses,
yielding devices that are both higher-performing and more stable.

Furthermore, space-charge-limited current (SCLC) measure-
ments on hole-only devices (ITO/HSL/perovskite/poly[bis(4-phenyl)-
(2,4,6-trimethylphenyl)amine] (PTAA)/Au) showed a lower hole trap
density for 2PACz-K compared to 2PACz (2.02 x 10"° cm™> vs.
2.42 x 10"° cm™?), corroborating the improvements in both V¢
and FF (Fig. S26).
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Finally, operational stability tests demonstrated that encap-
sulated 2PACz-K devices retained 80% of their initial PCE after
290 h of continuous MPP tracking under ambient conditions,
while unencapsulated devices maintained 80% of their initial
PCE after 1632 h of thermal aging at 65 °C in a N, atmosphere
(Fig. 3h, i and Fig. S27, S28). These results underscore the
contribution of the chemically robust HSL in ensuring durable
interfacial contact and stable device operation under realistic
conditions. Although both devices exhibit a similar degradation
behavior during MPP tracking, the substantially prolonged
operational lifetime of the 2PACz-K device reflects enhanced
robustness of the buried interface. Importantly, analysis of the
MPP operating parameters (Fig. S27) shows that the operating
voltage (Vimpp) remains stable throughout the measurement and
that the 2PACz-K device consistently operates at a higher absolute
Vimpp than the 2PACz device, indicating that the interfacial voltage

View Article Online
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benefit introduced by the deprotonated SAM is preserved during
long-term operation. In contrast, the gradual power decay is
dominated by current-related degradation, consistent with intrin-
sic instability pathways of wide-bandgap perovskite absorbers
under illumination. Depth-resolved TOF-SIMS measurements
before and after prolonged light soaking and thermal stress show
no pronounced vertical redistribution of the K' signal (Fig. S9b
and S29), suggesting that potassium migration is unlikely to be the
dominant stability-limiting factor under the tested conditions.

To extend the insights gained from single-junction WBG
PSCs to tandem configurations, monolithic POTSCs were fabri-
cated with the structure ITO/2PACz-K/WBG perovskite/PDAI,/Ceo/
SnO0,/Au/MoOs/narrow-bandgap (NBG) organic/Ceo/bathocu-
proine (BCP)/Ag (Fig. 4a). A cross-sectional SEM image of the
fabricated tandem device confirmed the well-defined multilayer
structure with a sharp perovskite/organic interface (Fig. S30). The

b c
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Fig. 4

(a) Device structure of POTSCs with 2PACz-K. (b) J-V curves of the champion perovskite sub-cell, organic sub-cell, and POTSCs at reverse scan.

(c) J-V curves of POTSCs at forward and reverse scan, and (d) EQE spectra of two sub-cells in POTSCs with 2PACz-K. (e) Comparison of Vo of our
POTSCs with that of previously reported p—i—n-structured POTSCs. (f) PCE distribution histogram and (g) operational stability of the encapsulated
POTSCs at continuous output at MPP in ambient conditions (25% RH, 40 °C) under 100 mW cm™2. (h) The thermal stability of the unencapsulated

POTSCs with 2PACz-K under 65 °C in a N, atmosphere.
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organic rear sub-cell employed a ternary PM6:BTP-eC9:L8-BO
blend that enables high near-infrared (NIR) absorption and
efficient current matching with the WBG perovskite front sub-
cell. The organic sub-cell exhibited a PCE of 16.30%, with Vg of
0.873 V, and Jsc of 26.91 mA cm ™2 (Fig. 4b and Table S9). Its high
EQE, reaching ~85% in the NIR region (Fig. S31), confirms
efficient photocurrent harvesting and facilitates balanced current
generation within the tandem stack.

The tandem devices based on pristine 2PACz reached a PCE
of 23.20% (Table S10). Upon replacement with 2PACz-K, the
champion POTSC achieved a PCE of 25.10% (reverse scan) with
a Voc of 2.230 V, Jsc of 13.54 mA cm ™2, and FF of 83.15%
(Fig. 4b and Table S9). The hysteresis index was reduced from
4.68% (2PACz) to 3.71% (2PACz-K), consistent with the reduced
strain and suppressed phase segregation observed in the single-
junction devices (Fig. 4c and Table S10).

The EQE spectra of both sub-cells confirmed proper current
matching and yielded integrated Jsc values consistent with the j-
V measurements (Fig. 4d). Notably, the V¢ of 2.230 V represents
one of the highest reported among p-i-n structured POTSCs,
confirming that the mixed deprotonated states in 2PACz-K
effectively minimize interfacial losses (Fig. 4e and Table S11).

a Catalyst

7 Tiox
Ceo

Narrow-bandgap Organic

Wide-bandgap Perovskite

2PACZK
Glass-ITO
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Statistical analysis of 40 independent devices demonstrated a
narrow PCE distribution and high reproducibility (Fig. 4f and
Fig. $32), while SPO measurements at MPP yielded a steady-state
PCE of 22.74% (Fig. S33). To further validate device reliability, a
certified efficiency measurement confirmed a PCE of 24.00% for
the 2PACz-K POTSCs (Fig. S34).

The 2PACz-K-based POTSCs also exhibited remarkable
operational durability, retaining 80% of their initial PCE after
220 h of continuous MPP tracking under 1-sun illumination in
ambient air (Fig. 4g and Fig. S35). In thermal aging tests at
65 °C in a N, atmosphere, unencapsulated devices maintained
82% of their initial efficiency after 1224 h (Fig. 4h and Fig. S36).
These results underscore that the robust interfacial binding
and enhanced solvent resistance of 2PACz-K are key to the long-
term operational stability of monolithic POTSCs.

Encouraged by the exceptional operational stability of 2PACz-
K-based POTSCs, the same interfacial strategy was extended to
photoelectrochemical devices for solar-to-hydrogen conversion.
Notably, this work represents the first demonstration of a
transparent, metal-free POT-PEC in which an EQE spectrum
was successfully measured, enabling quantitative validation of
photocurrent generation in a tandem photocathode. The device
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configuration and corresponding water-splitting system are
illustrated in Fig. 5a. Because electrolyte penetration is a major
degradation pathway in photoelectrochemical operation, hydro-
phobic organic layers alone are insufficient to provide long-term
protection, therefore, additional inorganic overlayers are often
required to enhance durability.”*>** Accordingly, an atomic
layer deposition (ALD)-TiO, overlayer was introduced on top of
the organic sub-cell. The resulting dual protective stacks—com-
prising the organic layer and the TiO, overlayer—effectively
suppress electrolyte ingress. After establishing the protective
architecture, a RuO, catalyst was deposited by a photo-assisted
electrodeposition method.**

Comparative measurements revealed that the TiO, overlayer
reduced Jsc in POTSCs because of the intrinsic resistivity of the
metal oxide (Fig. S37 and Table S12). When the TiO, layer
becomes sufficiently resistive and charge extraction becomes
transport-limited, a finite voltage drop can develop across the
overlayer even under short-circuit conditions, which enhances
charge accumulation and interfacial recombination and
thereby reduces the collected Jsc.*®> In contrast, POT-PECs
incorporating a TiO, overlayer exhibited enhanced photocur-
rent density (/,1), attributed to the uniform, pinhole-free cover-
age that blocks electrolyte penetration and enhanced electron
selectivity (Fig. 5b and Fig. $38a, b).**> The optimized POT-PEC
with 2PACz-K delivered a stable J,, of 7.1 mA em ™2 and a V, of
2.16 V in 0.5 M KPi electrolyte (pH 7.0). The EQE spectrum
recorded at 0 Viyyg (Fig. 5c) closely resembled that of the
corresponding POTSCs, confirming proper operation of both
sub-cells. The integrated Jp, was slightly reduced due to partial
attenuation of the bias light while passing through the aqueous
electrolyte, consistent with previous reports.*® Importantly, this
constitutes the first validated EQE measurement of a tandem
photocathode, providing a quantitative benchmark for photo-
current generation in tandem PECs.

As demonstrated in Fig. 5d, the POT-PEC maintained a Tg,
lifetime of 1024 s, whereas the thinner ALD-TiO, film failed
within a few minutes (Fig. S38c). These results indicate that the
2PACz-K-based interface, in combination with the conformal
TiO, overlayer, provides effective protection against electrolyte
penetration and enables stable short-term operation in aqueous
environments. Furthermore, to assess the solar-to-hydrogen con-
version efficiency, we operated the POT-PEC in a two-electrode
configuration. To reduce the anodic overpotential, the Pt was
replaced with a NiFe-LDH oxygen-evolution anode. As shown in
Fig. 5e, the two-electrode configuration is consistent with the
trend observed in the three-electrode measurements (Fig. 5b),
and the device reaches a current density of 6.25 mA cm ™2 at 0 V
(short-circuit) in 0.5 M KPi (pH 7.0). The corresponding solar-to-
hydrogen (STH) conversion efficiency is estimated to be up to
7.7%, assuming a faradaic efficiency of 100%. In addition,
chronoamperometry measured at 0 V demonstrates sustained
bias-free operation with a Ty, lifetime of 2650 s (Fig. 5f).

Overall, this work demonstrates a unified interface engineer-
ing strategy that enhances the efficiency and durability of
POTSCs and extends their applicability to transparent, metal-
free photocathodes for solar-driven hydrogen generation. By
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chemically stabilizing the TCO/SAM interface through a
solution-based, low-temperature deprotonation process that
enables uniform and robust SAM formation, this strategy is
intrinsically independent of absorber configuration and device
geometry. As a result, the same interfacial concept provides a
foundation not only for bias-free CO, reduction using tandem
photocathode-photoanode systems, but also, in principle, for
mechanically compliant and scalable photovoltaic architec-
tures beyond rigid, small-area devices.

Conclusion

The incorporation of K,CO; drives stepwise deprotonation of
2PACz, producing mixed mono- and di-deprotonated species
(2PACz-K) that form strong P-O-M coordination with ITO. This
interfacial chemistry enables the formation of uniform and
solvent-resistant SAMs, ensuring stable energy-level alignment
and defect suppression during perovskite deposition. As a
result, WBG PSCs incorporating 2PACz-K achieved high Voc
(1.366 V) and FF (83.10%), leading to a PCE of 18.25%. When
implemented in monolithic POTSCs, the improved interfacial
robustness translated to a champion efficiency of 25.10% and a
certified 24.00%, with excellent operation stability in both light
and thermal stress conditions. Extending this strategy to photo-
electrochemical systems, the first transparent, metal-free POT-
PEC demonstrated stable operation and EQE-validated photo-
current generation in neutral electrolyte, delivering a Vp, of
2.16 V and achieving an STH conversion efficiency of 7.7%.
These findings highlight 2PACz-K as a versatile interfacial
material that bridges solid-state photovoltaics and solar-driven
chemical conversion, offering a promising foundation for scal-
able and durable solar-fuel systems.
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