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Engineering at the nano-bio interface: harnessing
the protein corona towards nanoparticle design
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Unpredictable and uncontrollable protein adsorption on nanoparticles remains a considerable challenge
to achieving effective application of nanotechnologies within biological environments. Nevertheless,
engineered nanoparticles offer unprecedented functionality and control in probing and altering biological
systems. In this review, we highlight recent advances in harnessing the “protein corona” formed on nano-
particles as a handle to tune functional properties of the protein—nanoparticle complex. Towards this end,
we first review nanoparticle properties that influence protein adsorption and design strategies to facilitate
selective corona formation, with the corresponding characterization techniques. We next focus on litera-
ture detailing corona-mediated functionalities, including stealth to avoid recognition and sequestration
while in circulation, targeting of predetermined in vivo locations, and controlled activation once localized
to the intended biological compartment. We conclude with a discussion of biocompatibility outcomes for
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these protein—nanoparticle complexes applied in vivo. While formation of the nanoparticle-corona
complex may impede our control over its use for the projected nanobiotechnology application, it concur-
rently presents an opportunity to create improved protein—nanoparticle architectures by exploiting

rsc.li/analyst natural or guiding selective protein adsorption to the nanoparticle surface.

realize the opportunities to be had in taking advantage of this

1. Introduction
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When engineered nanoparticles are introduced into a biologi-
cal medium, proteins swiftly adsorb to and coat the nano-
particle surfaces. This phenomenon is at present well-estab-
lished, duly termed formation of the nanoparticle’s “protein
corona” to provoke imagery of the corona surrounding the sun
during a solar eclipse, with tendrils of light (or rather,
adsorbed proteins) reaching outwards. As our repertoire of
engineered nanoparticles becomes ever-more diverse, these
nanoparticles are continually applied for broader functions
across vastly differing biological environments. A comprehen-
sive understanding of the protein corona remains one of the
greatest challenges in successfully developing and implement-
ing nanobiotechnologies. Moreover, by delving into the funda-
mental interactions governing protein corona formation, we
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phenomenon.

In this review, we begin by discussing the unpredictable
protein corona formed upon exposure of nanoparticles to bio-
logical environments, then expand into how recent work has
employed this information towards a priori design of corona-
mediated functionalities. We highlight certain corona design
examples, alongside the relevant development and characteriz-
ation techniques. Corona design discussion is centered on
applications towards corona-mediated nanoparticle stealth,
targeting, and activation, with a corresponding discussion of
nanoparticle construct biocompatibility to follow.

2. Corona-based nanoparticle design

Nanoparticles have emerged as an ideal platform upon which
to develop biological sensing, imaging, and delivery tools."
However, pristine nanoparticles undergo significant trans-
formations once injected into biological environments: bio-
molecules, most notably proteins, rapidly coat the nano-
particle surface in the energetically favorable process of corona
formation.*” The abruptness of protein adsorption on foreign
nanosurfaces causes proteins to interact in unusual modes,
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contrary to the normal protein-protein interactions governed
by precise genetic control, and often produces undesirable out-
comes such as protein denaturation.®” Further, corona for-
mation unpredictably changes the nanoparticle identity and
fate, as the adsorbed proteins mask original surface character-
istics and endow new biochemical properties to the
nanoparticle.®'® As a result, how the nanoparticle-corona
complex interacts with biological machinery is impacted and
in vivo circulation, bioaccumulation, and biocompatibility out-
comes are drastically modified.'"'> Consequently, protein
corona formation can lead to reduced or abolished nano-
particle efficacy and contradiction of expected in vitro results,
whereby the nanoparticle is no longer able to carry out its
designated function."®'* On the contrary, the protein corona
can be taken advantage of, where in situ protein adsorption
may facilitate stealth targeting and delivery, with improved
functionality or therapeutic effect to follow.">'® Thus, the
surface-adsorbed corona may be exploited by avoiding non-
selective, deleterious protein adsorption in favor of selec-
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tive, advantageous protein-surface assembly."” Regardless, the
protein corona displayed on the nanoparticle surface must
be appreciated as one of the principle design parameters to
ensure successful applications of nanobiotechnologies in vivo.

Nanoparticle physicochemical properties and the surround-
ing bioenvironment are inherent variables affecting protein
corona formation. Many studies classify the protein corona
around specific nanoparticles in specific biological systems of
interest, although findings often lack generality or are contra-
dictory as to which nanoparticle or protein properties drive
protein corona composition, dynamics, and subsequent bio-
logical outcomes. Additionally, the protein corona is depen-
dent upon a convolution of parameters carrying varying
weights, and often these parameters are difficult to decouple
without meticulous experimental design. Therefore, while we
summarize recent findings and generic design rules as
depicted in Fig. 1, we note that these generalities may not
always hold depending on the intricacies of the nanoparticle-
biosystem under consideration.
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Fig. 1 Factors governing protein corona formation include intrinsic nanoparticle characteristics and extrinsic biological characteristics. Intrinsic
nanoparticle properties (top) can be employed as design handles during rational nanoparticle—corona design and extrinsic biofactors (bottom) must
be carefully considered to ensure the complex will function properly within the intended biological environment. Some images in this figure are
adapted with permission from Servier Medical Art by Servier (http://smart.servier.com), licensed under a Creative Commons Attribution 3.0

Unported License.
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2.1. Nanoparticle characteristics

Nanoparticle surface properties are most significant in govern-
ing protein corona formation, as compared to the nanoparticle
81819 These nanoparticle surface features include: (i)
electrostatic charge, (ii) hydrophobicity, and (iii) surface struc-
ture. These attributes are functions of nanoparticle surface
chemistry and ligand functionalization.

(i) Electrostatic charge. Nanoparticle charge affects protein
corona composition and packing density.**>* Many studies
conclude that proteins possessing opposite charges from the
nanoparticles are enriched in the corona. As most proteins are
negatively charged at physiological pH, it is often found that
cationic nanoparticles adsorb the highest number of
proteins.’®*°*>2% However, there are examples in which pro-
teins are able to overcome electrostatically adverse conditions
and adsorb by nonelectrostatic driving forces.”*® It is impor-
tant to consider that even if nanoparticles are synthesized with
appropriate surface chemistries, these nanosurfaces may only
retain these engineered features transiently within biosystems.®
Nanoparticle charge further impacts surface packing, where
higher magnitude charge leads to more proteins in the
corona.'® Other studies conclude that more cationic surfaces
increase conformational changes of adsorbed proteins.>®
These results are contradictory, in that post-adsorptive protein
structural changes generally take place under lower surface
packing densities, where proteins have more accessible area to
spread out and denature on the surface.>* It is unlikely that
such conformational changes would be able to occur in a
highly crowded corona environment. Beyond the individual
nanoparticle, surface charge also directly impacts colloidal
stability because neutral surfaces (or surfaces neutralized by
protein and ion adsorption) tend to aggregate in the absence
of intervening electrostatic repulsions.” As will be discussed
below, the surrounding solution ionic strength determines the
importance of electrostatic interactions, as these interactions
are screened and play less of a role in high-salt systems.
Accordingly, nanoparticles must be designed in such a
manner that they are not only colloidally stable as a homo-
geneous solution, but retain colloidal stability in the presence
of proteins in the surrounding bulk and surface-adsorbed
state.*

Manipulating nanoparticle charge offers a useful means to
tune nanoparticle interactions with cells, with regards to cell
internalization and toxicity:*" positively charged nanoparticles
have enhanced cell internalization due to interactions with the
negatively charged cell membrane,>***> especially enhanced
for the case of cancer cells.”' Yet, if positively charged nano-
particles bind too many proteins, this leads to colloidal
instability, aggregation, and downstream toxicity.>%*

(ii) Hydrophobicity. Nanoparticle surface chemistry also
dictates hydrophobicity, where hydrophobic nanoparticles
exhibit increased protein adsorption capacity,”'®
protein adsorption,”*?° and cause more protein confor-
mational changes.”*° Nanoparticles with hydrophobic surfaces
are more likely to produce deleterious effects on protein struc-
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tures, as protein unfolding is driven by the favorable inter-
actions of the protein hydrophobic core with the nanoparticle
surface.’ Frequently, such unfolding is irreversible, leading to
larger scale aggregates, nonfunctional nanoparticles, and
immune activation/clearance.”>*° Again, these conclusions of
high packing density and high conformational changes are at
odds with each other, for the same reasons as specified for
electrostatic charge.

(iii) Surface structure. Features of nanoparticle surface topo-
graphy that impact protein corona formation include surface
roughness, porosity, and sterics. A rough or porous surface
creates more available surface area for proteins to coat and so
allows proteins to minimize lateral repulsive forces in the
adsorbed state. Functionalization with polymers, targeting
ligands, or other moieties that extend outward into solution
also affects nanoparticle surface topography. The grafting
density and conformation of such attached ligands impacts
accessibility of proteins to the nanoparticle surface.’”*® Based
on the principles of both hydrophobicity and surface structure,
corona mitigation techniques often involve surface-grafting of
hydrophilic polymers such as polyethylene glycol (PEG) to
abrogate protein adsorption and sterically stabilize the
nanoparticle.>***° Higher antiadhesive polymer coverage is
associated with alleviated protein corona formation, while
lower coverage or linear conformations are less effective in
deterring protein binding.*®**"*> Combining these concepts of
surface roughness and sterically stabilizing polymers, Piloni
et al. demonstrated that a patchy polymer-grafted nanoparticle
reduced protein adsorption in comparison to a smooth
polymer-grafted surface by six-fold (protein content per nano-
particle)."' PEG strategies and efficacies will be discussed
further in section 4.1.1.

Beyond surface characteristics, other nanoparticle factors
that impact corona formation include: (iv) size, (v) curvature or
shape, (vi) stiffness, and, to a much lesser extent, (vii) core
material composition.

(iv) Size. Size is found to quantitatively, though not qualitat-
ively, impact corona formation: larger nanoparticles present
more high surface free energy, net exposed area and permit
higher protein loading per nanoparticle,”®** although the
corona constituents are often no different than those on
smaller nanoparticles of identical material properties.*® On
the other hand, smaller nanoparticles possess a higher surface
area to volume ratio, hence smaller nanoparticles adsorb more
proteins on an area normalized basis. Optimizing the metric
of protein loading on a nanoparticle number or area basis
depends on the desired application, as will be discussed in
subsequent sections. Further, increasing nanoparticle size
decreases surface curvature (though dependent on the geome-
try), therefore there exists a threshold above which larger par-
ticles do not necessarily adsorb more proteins.**

Another important consideration is the effect of nano-
particle size on targeting and localization efficiencies: biologi-
cal barrier crossing efficiency and mechanism are both size-
dependent, where successful crossing scales inversely with
size.*»*® Here, it is critical to consider the hydrodynamic,
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in situ nanoparticle-corona complex size; an adsorbed protein
corona may add up to hundreds of nanometers to in vitro par-
ticle size.*® Biological barriers range from vasculature walls to
cell membranes, with typical cutoff dimensions including
<6 nm for renal clearance®* vs. >300 nm for liver or spleen fil-
tration,””  ~20-200 nm for tumor penetration and
retention,>*”*® <50-100 nm for blood-brain barrier (BBB)
crossing and extracellular matrix (ECM) navigation,*®° and
~10-100 nm for cell internalization.>® On the cellular level,
Shadmani et al. applied a mathematical model based on
diffusion of membrane-mobile receptors to examine how
protein corona formation impacts internalization of gold
nanoparticles by receptor-mediated endocytosis.*> From this
model, optimal values for nanoparticle-corona radius (40 nm
bare diameter increasing to 60 nm upon corona formation)
and targeting ligand density (~1500 pm™ on a 100 nm gold
nanoparticle) are described to minimize endocytosis time
through a balance of membrane tension energy and ligand-
receptor interaction density, demonstrating how in silico
models are useful towards nanoparticle design.

(v) Curvature/shape. Reiterating the earlier discussion of
lateral interactions, now considering nanoparticle shape, a
higher curvature surface minimizes adverse lateral protein-
protein interactions. Thus, a more curved nanoparticle surface
would be expected to adsorb more proteins if unfavorable
protein-protein interactions are preeminent (e.g. lateral, repul-
sive electrostatic interactions). However, if favorable nano-
particle-protein interactions dominate (e.g. attractive dis-
persion forces), a flatter surface would be advantageous to
facilitate more adsorption. This latter case is manifested as
higher protein adsorption (per unit surface area) on higher
aspect ratio nanoparticles, such as nanorods relative to nano-
spheres.” Other studies find that curvature impacts adsorbed
protein orientation to result in lower packing.>® Therefore, no
generalizable rules can be deduced with regards to the effect of
nanoparticle shape on protein adsorption. Once applied in vivo,
shape also dictates how nanoparticles behave within convective
flow, such as how they interact with bounding walls, and inter-
nalization efficiencies and mechanisms, since membrane
bending energy is dependent on nanoparticle form factor.**

(vi) Stiffness. As with shape, nanoparticle stiffness has been
shown to affect modes of cell internalization and bioaccumula-
tion: less stiff nanoparticles generally exhibit lower cell intern-
alization across many cell types, and correspondingly longer
circulation times due to the more difficult uptake and clear-
ance by macrophages.’**** Stiffness here refers to the nano-
material’s ability to resist deformation under applied force,
related to the material’s Young’s Modulus and geometry. Yet,
the impact of nanoparticle stiffness on protein corona for-
mation remains relatively under-studied. While proteins are
considered soft matter and may be expected to increase the
inherent nanoparticle softness, this may not be the dominant
factor, as higher protein adsorption often leads to the opposite
downstream outcomes as those reported for less stiff nano-
particles. The effect of nanoparticle stiffness on protein
adsorption remains an open question.

This journal is © The Royal Society of Chemistry 2020

View Article Online

Minireview

(vii) Core composition. Finally, while the core material com-
position does influence corona formation to some extent,* the
core is mostly shielded from direct exposure with the biofluid
and thus plays a minor role in determining protein corona for-
mation. However, use of exogenous nanoparticle core
materials can lead to immune activation and toxicity during
attempted clearance.>

2.2. Biological environment factors

In addition to the influence of innate nanoparticle variables
on protein corona formation, the bioenvironment of the
intended application must be taken into account.
Environmental parameters include: (i) biomolecular com-
ponents, (ii) solution conditions, and (iii) surrounding
dynamics.

(i) Biomolecular components. Native biomolecule concen-
tration and composition within a biological environment influ-
ences the consequent protein corona formed on nanoparticles.
Higher protein concentration in the surrounding fluid fre-
quently leads to more protein adsorption on nanoparticles, as
suggested by ideal-solution thermodynamics, and witnessed
experimentally.”>®> Nonetheless, relative corona protein con-
centration does not necessarily correlate with native circulating
protein concentration due to preferential protein partitioning
into surface vs. bulk solution phases.’®*® More complex
mechanisms often govern protein corona formation, giving
rise to surprising magnitudes of protein enrichment or
depletion on nanoparticles relative to the native biofluid. A fre-
quent example of this phenomenon is the Vroman effect,
where highly abundant proteins initially adsorbed to nano-
particles competitively exchange with and are eventually
replaced by abundance, higher surface-affinity
proteins.”?®” Cooperative adsorption is another mechanism
leading to corona composition unanticipated from circulating
concentrations, where initially bound corona proteins provide
a scaffold promoting successive protein adsorption.’”®
Regarding native biomolecule composition, the observed
corona in the presence of proteases may be a convolution of
protease degradation of and exchange with the existing
corona.”® These higher order mechanisms offer an explanation
as to why corona constituents and kinetics resulting from
single protein adsorption experiments are often not represen-
tative of whole biofluid experiments.*® These findings also
stress the importance of testing nanoparticles within physio-
logically relevant biological fluids. A prominent example is the
proliferous use of blood serum (absent of blood coagulation
proteins) instead of blood plasma (which contains blood
coagulation proteins) to test nanoparticles designed for intra-
venous administration, where coronas formed from plasma
proteins have been shown to be different from those of serum
and more strongly adhered.”**®°”°® An additional consider-
ation in terms of biomolecule composition arises in that nano-
particles may be subject to harsh conditions such as enzymatic
degradation in the gastrointestinal tract®® and cancer cells,*®
or immobilized, tenacious biomolecules in the mucus layer®"
and brain extracellular matrix.®> Presence of these bio-
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molecules introduces physical obstacles to penetration and
routes to irreversible corona formation with subsequent tox-
icity. It is of further consequence that disease states alter
endogenous protein concentrations and compositions, which
leads to deleterious effects if the same such protein is pre-con-
jugated on nanoparticles for targeting purposes.®’

(ii) Solution conditions. Corona formation is a function of
surrounding conditions, such as temperature, ionic strength,
and pH. Increasing temperature increases the weighting of the
entropic term within the net Gibbs free energy change of
adsorption (AG = AH — TAS). This results in proteins that are
entropically favorable to adsorb (+AS) becoming more favor-
able at higher temperature (~AG), and vice versa.>>*> Within
this analysis, it is key to note that each term is the net system,
therefore a function of the protein, nanoparticle, and solution
initial and final states during binding. For solution ionic
strength, electrostatic forces scale inversely with the square-
root of salt ionic strength in solution. These electrostatic
forces originate from interactions between electric double
layers surrounding the charged colloidal nanoparticles and
proteins. This underscores how nanoparticle surface charge is
inherently coupled with solution ionic strength, and the two
parameters must be co-designed appropriately. In high ionic
strength conditions (high salt concentration), nanoparticles
and proteins do not “see” each other in solution until they are
in closer proximity. Closer approach between entities bearing
the same electrostatic charge results in more protein adsorp-
tion. In addition, once adsorbed, charge shielding ensures less
unfavorable lateral repulsions between adsorbed proteins
(again, most bearing the same negative charge at physiological
pH). Both phenomena imply more protein adsorption with
more salt present. However, when ionic strength becomes too
elevated, charge screening leads to undesirable protein-nano-
particle complex aggregation.>**® Accordingly, ionic strength
and even ionic composition are important considerations in
protein adsorption and potential downstream toxicity due to
aggregation, such as high free calcium ion concentrations in
the brain microenvironment leading to nanoparticle aggrega-
tion.”® pH is another relevant solution condition in that it
governs the protonation state of surface chemistries on the
nanoparticle, again influencing aggregation tendency,’® and
impacts adsorbed protein extent and stability. As the solution
PH approaches the protein isoelectric point, proteins become
less stable in solution and tend to self-aggregate or adsorb to
available nanoparticle surfaces.®’ In terms of corona stability,
the pH range that the nanoparticle will encounter is crucial to
consider as a design parameter, as biological compartments
cover a significant pH range at the organ and cell levels, and
can differ as a function of disease state, such as the acidic pH
of tumors.”® Many protein or peptide drugs externally loaded
on nanoparticles may not survive severe conditions,’’ or their
expected release profile can be negatively impacted.*’

(iii) Dynamics. Finally, temporal dynamics and hydrodyn-
amics should be considered for protein corona formation.
Protein adsorption occurs within seconds of contact with bio-
fluids,”” and may either display a dynamic nature, with fast
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and reversible protein association/dissociation events on the
nanoparticle surface, or enter an irreversibly aggregated
state.®**%® Proteins adsorbed directly to the nanoparticle
surface are termed the “hard”, inner corona, characterized by a
longer (if not indefinite) residence time in the corona phase
and often more prominent conformational changes.””?®?%°7
Proteins interacting predominantly with other adsorbed pro-
teins, instead of directly with the nanoparticle surface, consti-
tute the “soft”, outer corona, and frequently maintain their
native conformation as they undergo continuous exchange
with proteins in the surrounding media.”*® Protein corona
composition is impacted by the contact time and history of
nanoparticles in biofluids: the former, reiterating the likes of
the Vroman effect, and the latter, in that nanoparticles evolve
to carry a “fingerprint” of adsorbed proteins as they progress
from one biological compartment to the next.'*®”

Nanoparticles must endure flow conditions during transit,
navigating channels or regions of characteristic tortuosity, per-
meability, and hydrodynamics. A classic example of nano-
particles maneuvering through a highly tortuous path is
within the porous extracellular matrix (ECM) of the brain, rele-
vant for neurosensors or brain-targeted therapeutics.*>®> The
ECM is a mesh-like structural and biochemical scaffold for
brain cells, with channels of widths ~40-200 nm, that acts as
an adhesive and steric barrier for nanoparticles attempting to
pass.’®?® Work within the Nance lab has pioneered brain-
penetrating nanoparticles, with design principles to ensure
that the nanoparticles exhibit minimized electrostatic, hydro-
phobic, or hydrogen bonding interactions with the ECM.%*
Towards nanoparticle permeability, crossing of biological bar-
riers is of paramount importance. Again considering the
brain, the blood-brain barrier (BBB) functions as a selective
barrier to protectively isolate the brain from an influx of poten-
tially harmful entities within blood circulation, as will be dis-
cussed in section 5.3. It must also be taken into consideration
that the brain’s tortuous ECM and selective BBB vary with
pathology and developmental age.'>®* Finally, regarding
hydrodynamics, dynamic flow can result in a more rapidly
formed and compositionally diverse corona.’”®® From a
design perspective, shear stresses imposed on nanoparticle-
loaded cargoes must be considered a priori: the required stabi-
lity of the corona-nanoparticle complex will depend on
whether the dominant transport mechanism will be passive
diffusion or active convection.®”

In sum, a host of intrinsic nanoparticle-based and extrinsic
bioenvironmental factors affect protein corona formation
(Fig. 1). These relevant factors should be considered before-
hand to aid appropriate experimental design and implemen-
tation towards rational protein—nanoparticle complex construc-
tion. There are frequent discrepancies between in vitro and
in vivo corona characterizations that arise from negligence of
these factors, such as flow dynamics present in circulation that
are absent for in vitro tests.'®'”®® validation in vivo is prefer-
able to gauge nanoparticle functionality or efficacy, and
accordingly, we focus mainly on in vivo studies for the remain-
der of this review.

This journal is © The Royal Society of Chemistry 2020
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3. Corona-based nanoparticle
development and characterization

With these design considerations in mind, we now discuss
how recent work has leveraged these interactions to develop
engineered protein-nanoparticle constructs. Next, we detail
characterization methods, both conventional and new, to prop-
erly assess protein-nanoparticle complex formation and
function.

3.1. Nanoparticle-corona complexation considerations and
techniques

Development of functional protein-nanoparticle constructs
requires special attention to the packing, conformation, and
orientation of proteins on the nanoparticle surface. As detailed
earlier, less tightly packed proteins may experience damaging
post-adsorptive transitions including spreading, reorientation,
and denaturation.®*®’® This control over interfacial protein
conformation is critical, in that denatured proteins are gener-
ally not functional and increase the risk of triggering nano-
particle aggregation or immune system recognition and
clearance.”® In turn, packing densities and patterns of bio-
molecules on nanoparticles can significantly affect targeting
abilities*® and clearance pathways.>® Protein orientation on the
surface also directly impacts protein function, in that particu-
lar protein domains must be outwardly displayed in solution,
such as enzymatic active sites and targeting moieties for recep-
tor or molecular recognition.’*°*7°

Protein adsorption on nanoparticle surfaces is accom-
plished by either noncovalent or covalent means. Within the
subset of noncovalent corona formation techniques, we
describe both post factum and ab initio routes of protein
corona formation. With post factum corona formation, the
in vivo corona formed on nanoparticles is characterized, and
this knowledge is applied to the advantage of the construct
towards specific means.*! For example, spontaneous apolipo-
protein adsorption onto peptide-functionalized liposomes
assists in brain targeting of drug-loaded liposomes.'®> The
ab initio protein corona is achieved by initially pre-coating
nanoparticles with the desired protein, resulting in noncova-
lent attachment of the protein on the nanoparticle. Examples
of passive incubation to pre-coat nanoparticles with functional
protein coronas include: albumin for extended circulation or
biobarrier crossing;®”" antibodies for targeted cell uptake;”*
apolipoprotein E for extended circulation or brain
targeting;>’> and transferrin for cancer cell targeting.”?
Proteins may also be actively adsorbed, i.e. requiring energy
input, such as high-intensity sonication to disperse hydro-
phobic carbon nanotubes with various plasma protein
coatings.”"”® Another aim of passive ab initio corona formation
is to passivate exposed nanoparticle surface for biocompatibil-
ity,’® or retain the folded protein conformation or orientation
of the functional corona components.®

Noncovalent methodologies are simple and rapid, yet inher-
ently less stable than a covalent attachment and thus prone to
exchange with other proteins in solution.”” When Zhang et al.
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probed pre-coated protein stability on spherical nucleic acids,
they discovered that ~45% of the initial corona is removed
upon exposure to blood serum.”’ Additionally, passive incu-
bation techniques generally lack control over the resulting
spatial distribution and functional orientation of proteins on
nanoparticle surfaces.>"” 1t is difficult to control monolayer vs.
multilayer protein corona formation on nanoparticles, where
monolayers may be desired, but multilayers often result from a
combination of the hard and soft coronas.” To overcome
unpredictable corona organization, Mout et al. present a
rational design strategy taking advantage of directed electro-
static assembly to form hierarchical protein-nanoparticle
superstructures via coengineering recombinant proteins with
ligand-tagged nanoparticles.”® Noncovalent assembly is also
ideal in some cases for preserving the intrinsic nanoparticle
properties.”>”® A clever bridge between retaining nanoparticle
properties and enabling controlled protein attachment has
been done by Mann et al, where DNA is noncovalently
adsorbed on the surface of single-walled carbon nanotubes,
then nanobodies are covalently attached to the DNA.”® This
strategy preserves the intrinsic, near-infrared fluorescence of
the wunderlying nanotube by avoiding protein-nanotube
covalent attachment chemistries, and simultaneously confers
more controlled protein orientation and packing that in turn
enables successful nanobody targeting.

Covalent conjugation of proteins to nanoparticles offers
another attachment route. While covalent functionalization
is more stable and controlled than noncovalent adsorption,
the former requires introducing new covalent bonds on
both the nanoparticle surface and the protein. Examples
of covalent corona attachment methods include maleimide-
thiol  chemistry,***®**®  photochemical cross-linking,>*
N-hydroxysuccinimide (NHS) active ester reactions,”®* and
thiol-ene click chemistry.> These chemistries can be applied
sequentially, such as gold nanoparticle-thiol surface chemistry
followed by NHS ester chemistry with a linker to tether the
protein.®®> New conjugation protocols such as those from Lee
et al. offer promising, facile chemistries for more direct gold
nanoparticle-PEG linker-peptide attachments.®® New covalent
chemistries have also enabled protein attachment to carbon
nanotubes, with re-aromatization of the graphitic sidewalls to
retain the desired near-infrared fluorescence for nanosensor
readout.’

3.2. Nanoparticle-corona characterization methods

With the formation of these protein—nanoparticle complexes,
their physical, biological, and dynamic properties must be
characterized, alongside testing in suitable ex vivo or in vivo
systems (Fig. 2). Many requisite bioanalytical methods are
well-established for this purpose and can be directly applied or
adapted to study corona formation and outcomes.?*® We also
highlight novel methodologies being developed towards this.
Techniques commonly applied to assess in-solution physi-
cal properties of protein corona formation include: zeta poten-
tial to assess surface charge;”>***° dynamic light scattering
(DLS)*****? or fluorescence correlation spectroscopy (FCS)*>®!
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Fig. 2 Modes of characterizing protein—nanoparticle complex formation and performance. (a) Physical properties include complex size and col-
loidal morphology (preferably characterized in solution over on surface), surface charge, corona adsorption, and corona composition and amount.

(b) Biological properties include surface-adsorbed protein conformation and function. (c)

Dynamics include kinetics (preferably characterized in
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for hydrodynamic size; absorbance spectroscopy for colloidal
morphology and concentration;***”® fluorescence quenching
to track adsorption,®® with Stern-Volmer analysis of the
mechanism;>>** and fluorescence microscopy to confirm
adsorption via colocalization.'*®"®* Although zeta potential is
not rigorously equivalent to the electric surface potential nor
the Stern potential and there are implicit geometry assump-
tions in the calculation, zeta potential still provides a proxy for
colloidal charge and stability, where often the zeta potential
tends to zero in the presence of destabilizing protein adsor-
bates. Small-angle X-ray scattering (SAXS) has recently been
applied to acquire in-solution colloidal morphology of nano-
particle-corona systems, including protein-nanoparticle com-
plexation to verify binding and higher order aggregate for-
mation to examine potential routes of in vivo toxicity.'®*®”®
Diffusion nuclear magnetic resonance (NMR) has also been
employed to infer protein adsorption on nanoparticles via
increasing hydrodynamic radius, offering the advantage of
in situ characterization in turbid bioenvironments by virtue of
not being an optics-based measurement.’” Regarding the
aforementioned techniques used to measure protein-nano-
particle size (DLS, FCS, etc.), the readout must be carefully
interpreted. Large increases in hydrodynamic size may indi-
cate aggregation of the nanoparticles in the presence of pro-
teins via polymer bridging or other noncovalent interactions,
rather than formation of protein multilayers on individual
nanoparticles.**®®8! Surface techniques are also applied to
assess dried-state physical properties of protein corona for-
mation, including: electron microscopy (EM),**7%7* atomic
force microscopy (AFM),””> and energy dispersive X-ray spec-
troscopy (EDS mapping)®® for size and morphology. However,
these methods all require drying samples on a substrate for
observation, which results in conclusions not representative of
the solubilized system. Recent work has also implemented
cryogenic transmission electron microscopy (cryo-TEM) to
enable visualization of protein-nanoparticle morphology in a
closer-to-native state.'”%*

Beyond the whole-complex attributes, the composition of
the protein corona is of paramount importance to take advan-
tage of post factum corona formation. To study corona constitu-
ents, the protein-nanoparticle complexes are first isolated
from non-binding entities, typically accomplished by some
variation of a pull-down assay.'* After corona proteins are
unbound from the nanoparticle, characterization methods to
identify the protein constituents include gel electrophoresis
(GE)*»®*7' and proteomic mass spectrometry (MS).>>*
Separation techniques to isolate the soft, more loosely bound
corona from the hard corona are currently in development,
such as asymmetric field-flow fractionation by Weber et al.®®
The Sutherland lab has also developed an in situ click-chem-
istry reaction to separately characterize the soft and hard
coronas formed on model nanoparticles.>® To gauge whether
corona loading or mitigation strategies are successful, net
protein adsorption can be measured by protein assays such as
the bicinchoninic assay (BCA) for protein loading,®**7* gel
electrophoresis again, immunoblotting (e.g. Western blots),>
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and enzyme-linked immunosorbent assays (ELISAs).> The
accuracy of colorimetric protein assays such as BCA in the
presence of nanoparticles must be critically assessed prior to
experiments, as nanoparticles often interfere by adsorbing the
reporter molecule or absorbing the output light used to quan-
tify protein concentration. Moreover, the specific chemistry of
the assay will determine whether proteins in solution, in the
adsorbed state, or both are being measured.

Techniques applied to assess biological function in the
corona include: circular dichroism (CD)’>*° and solution
NMR®*#” gpectroscopy for bound protein structure and confor-
mation; Forster resonance energy transfer (FRET) for measure-
ment of protein-protein interactions®® and conformational
changes;” nano differential scanning fluorimetry (nanoDSF)
for protein stability and conformational changes;** and immu-
noblotting to evaluate accessibility and function in the
corona.®*®**%% To study corona structural organization and
functionality at the nanoparticle surface, Herda et al. devel-
oped a method to characterize adsorbed protein orientation by
exploiting antibody-conjugated gold nanoparticles to map
available epitopes.”” When they applied this method towards
transferrin proteins covalently conjugated to PEGylated silicon
dioxide nanoparticles, they found that only ~4% of corona pro-
teins adopt the correct orientation to facilitate receptor
binding, highlighting the need for more homogenous and con-
trolled protein grafting methodologies. Recently, the Chan lab
developed a modified-ELISA workflow to similarly probe
protein corona organization and binding functionality when
adsorbed from blood serum onto gold nanoparticles, estab-
lishing that merely a third of the adsorbed proteins remain
functional for binding to their target proteins.*” Imaging
advances have led to the development of various techniques to
assess protein interactions on surfaces, including single mole-
cule high resolution imaging with photobleaching (SHRImP)
by Warning et al. to measure protein conformational changes.®

Methods to study dynamics of protein corona formation
include: isothermal titration calorimetry (ITC) to extract
thermodynamic  binding energies and equilibrium
parameters,*®*>° as reviewed extensively elsewhere,” and
surface plasmon resonance (SPR),'®*%*° biolayer interferome-
try (BLI),”> and quartz crystal microbalance with dissipation
monitoring (QCM-d)>* to determine binding kinetics.
Recently, Kari et al. designed a custom biosensor system for
in situ determination of protein corona structure and compo-
sition by coupling SPR and proteomic MS, enabling differen-
tiation of the hard and soft corona formed on liposomes
under physiologically relevant conditions.*® Super-resolution
microscopy presents a single-molecule technique with requi-
site sensitivities to monitor individual protein-nanoparticle
binding events, avoiding ensemble-averaged methods of study-
ing corona formation.”® However, it is important to note that
application of surface techniques such as SPR and microscopy
to study nanoparticles again requires surface immobilization
of the nanoparticles. Surface immobilization introduces topo-
graphical constraints that affect kinetics and transport, giving
rise to sampling artifacts and changing the in-solution nano-
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particle properties. Ideally, protein-nanoparticle complexes
are studied in solution with physiologically relevant para-
meters that are known to affect corona formation (including
ionic strength, temperature, pH, etc.). Accordingly, in-solution
kinetic corona methods have been developed, including fluo-
rescence assays to monitor protein fall-off”! and exchange®® on
solubilized nanoparticle surfaces. To expand upon the use of
surface charge changes as a proxy for protein corona for-
mation, Zhao and colleagues measured in-solution protein
binding dynamics onto nanoparticles using pulsed streaming
potential, resulting in knowledge of adsorption rates and equi-
libria under varying buffer conditions.”® Further, Weiss et al.
have developed a microfluidic system to simulate a flow
environment, with control over fluid flow and shear applied to
nanoparticles and proteins.”” This microfluidic system has elu-
cidated the more complex corona formed in dynamic rather
than static conditions.

While prior studies provide insight into bio-corona for-
mation, numerous techniques and model fits are ill-applied
and present conclusions not representative of the system. The
protein corona is often treated as existing at thermodynamic
equilibrium, despite a body of literature providing evidence
otherwise.”>” One frequent manifestation of this equilibrium
assumption is the erroneous application of the Langmuir
adsorption isotherm to mechanistically describe proteins
adsorbing to nanoparticles, despite the fact that many of the
model conditions are not satisfied.”® A key point here is that a
Langmuir-like binding profile does not necessitate that the
binding mechanism is indeed a Langmuir isotherm: this
profile shape for protein-surface adsorption processes often
emerges as the result of adsorption-induced protein spread-
ing/denaturation, reorientation, and aggregation as a function
of bulk protein concentration,” in contrast to originating from
the dynamic equilibrium adsorption process required for
Langmuirian adsorption.’® Therefore, while the Langmuir iso-
therm does provide a simple functional form that may fit data,
it should only be applied towards extraction of relative binding
affinity measures rather than true thermodynamic parameters
or underlying adsorption mechanisms. For instance, ITC is
often a method applied with intent to assess protein-nano-
particle binding events. Instead, ITC often measures a convolu-
tion of protein binding to individual nanoparticles, to aggre-
gated nanoparticles, and nanoparticle aggregation.>®
Aggregation is a kinetically controlled, non-equilibrium
process that violates the central assumption of ITC that each
titration step is equilibrated, observed as visible aggregation
and baseline drifting during the run. Accordingly, the reported
free energies and equilibria values must be taken with the per-
spective that these are whole-system energy changes, often
with higher-order processes occurring simultaneously. The
suitability of such models and experimental methodologies to
describe certain nanoparticle-protein corona formation pro-
cesses should be carefully considered prior to application.

Finally, molecular dynamics (MD) simulations provide
insight into fundamental interactions driving adsorption to
surfaces and protein structural changes upon adsorption, as
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reviewed extensively elsewhere.””'®" Atomistic MD models
convey a detailed picture of protein—nanoparticle interactions,
including the individual amino acids responsible for associ-
ation.'®® Alternatively, coarse-grained MD models trade such
detail for access to longer time and length scales, increasing
approximately an order of magnitude from the millisecond
and nanometer scales in atomistic models.”® Although coarse-
grained models are inherently lower resolution, such as
lacking physicochemical details of the nanoparticle surface,"*?
these models can facilitate the study of protein-protein inter-
actions and adsorption onto smaller nanoparticles, with expli-
cit curvature effects. Both scenarios are unfeasible in atomistic
models, which instead highlight interfacial phenomena in
dilute protein settings. Some particular MD studies of interest
involving protein-nanoparticle systems include: atomistic MD
simulations of amyloidogenic peptides on gold nanoparticles
(modelled as a gold surface)'®® and plasma proteins on model
nanomaterials;>*® hybrid MD simulations, with an atomistic
nanoparticle description and a coarse-grained, solvent-explicit
protein description;*® and multiscale MD simulations, adopt-
ing coarse-grained or meso-scale models for single vs. simul-
taneous protein adsorption on small gold nanoparticles,
respectively.’® MD simulations extend our understanding of
dynamic protein—nanoparticle interactions, yet require further
refinement and validation against experimental results prior
to use as purely predictive tools, due to the underlying com-
plexity of nanoparticles interacting with proteins.®®

Towards applied nanoparticle-corona technologies, in vivo
studies provide compelling evidence for sustained nano-
particle function or therapeutic efficacy within complex bioen-
vironments. Animal models such as mice and rats provide the
means to study not only function, but also systems-level clear-
ance profiles, bioaccumulation, and toxicity.*>*"® Ex vivo
organ slices enable measurement of nanoparticle diffusion by
particle tracking studies, providing insight into unfavorable
adhesive interactions with the surrounding biological matrix.*®

At the cellular level, fluorescence (often confocal)
microscopy,’”®»**  immunofluorescence,’®  and  flow
cytometry’®*"%  provide information on cellular uptake,

spatial localization, cell morphology, and cytotoxicity. As an
intermediate between achieving in vitro experimental control
and assessing in vivo translatability, transwells offer a useful
cellular model for biological barriers such as the blood-brain
barrier®” and three-dimensional organoids or tumor spheroids
offer a scaled-down organ model for assessing efficacy and
toxicity.>'%°

4. Development of stealth
nanoparticles

After creation and in vitro characterization of nanoparticle-
corona complexes, several challenges still lie between adminis-
tration and successful use of nanoparticles in vivo. Many such
obstacles stem from the recognition of these synthetic nano-
materials by the body. Nanoparticles often trigger an immune

This journal is © The Royal Society of Chemistry 2020


https://doi.org/10.1039/d0an00633e

Published on 26 Khotavuxika 2020. Downloaded on 2026-01-28 23:06:47.

Analyst

a

O

Administration

Nonspecific Protein
Corona Formation

Protein Corona Design

»>
Enrichment of Specific Proteins/ *
Barrier to Adsorption

View Article Online

Minireview

[ Release of Inflammatory Signals\

Triggers
99 N

Antibodies Chemokines
Engulfment by Phagocytes

= @

Bioaccumulation in Organs

’

\_ Liver

e

Spleen Y,

4 Polymer Coatings
+0\/\}O/H

Polyethylene Glycol (PEG)
OO

Zwitterionic

\_ Sugar Derivatives

Protein Coatings
Dysopsonins

"

sV Py
Nl

Apolipoproteins

Biomimetic Coatings\

®©

Blood Cell Proteins

Albumin

Patient-Derived ProteinSJ

Fig. 3 Nanoparticle stealth, strategies and outcomes. (a) Administration of nanoparticles into the body leads to formation of the protein corona that
can trigger an immune response or clearance of nanoparticles. Rational design of the protein corona can promote the enrichment of favorable, dys-
opsonin proteins or mitigate the adsorption of unfavorable, opsonin proteins to promote nanoparticle stealth. (b) Strategies that utilize polymer,
protein, or biomimetic coatings have been developed to design the protein corona for better nanoparticle stealth. Protein images (PDB ID 1E7I,
1LE2, and 1AV1)*~13 are reproduced with permission from the RCSB PDB (rcsb.org). Some images in this figure are adapted with permission from

Servier Medical Art by Servier (http://smart.servier.com), licensed under a

response, resulting in immune cell recruitment, antibody and
chemokine release, and activation of the mononuclear phago-
cytic system (MPS) (Fig. 3a). Briefly, the MPS entails the reco-
gnition, engulfment, and subsequent clearance of nano-
particles from blood circulation through the action of phagocy-
tic cells, such as Kupffer cells in the liver, dendritic cells in
major organs, microglia in the nervous system, and alveolar
macrophages in the air spaces of the lungs.'*® Consequently,
nanoparticles are often found to accumulate in the liver and
spleen. Numerous studies have shown that the protein corona
plays a critical role in modulating the MPS.>””'%” Specifically,
proteins termed opsonins promote phagocytosis, and include
complement proteins and immunoglobulins (IgG, IgA, and
IgM). Conversely, dysopsonins are proteins that aid evasion of
phagocytosis, and include albumin and apolipoproteins. The
protein corona can thus be tuned to mediate challenges that
the nanoparticle faces from injection to localization.

To prevent activation of the immune response and nano-
particle recognition by the body, several strategies can be
implemented to provide nanoparticles with stealth properties.
In literature, “stealth” is often used to indicate resistance to
biofouling, referring to the low nonspecific adsorption of pro-
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teins on nanoparticles. Although less adsorption of certain
proteins such as opsonins correlates with better biological
compatibility, more factors are involved in nanoparticle stealth
for biological applications.”” We therefore refer to stealth
herein as the ability to evade recognition by the body. In the
discussion to follow, we highlight studies that report longer
nanoparticle retention time in vivo and lower titer of bio-
molecules that indicate immune response. Studies have
demonstrated this phenomenon through the design of the
nanoparticle corona using polymer, protein, or biomimetic
coatings (Fig. 3b).

4.1. Polymer coatings for stealth

Attachment of polymers to nanoparticle surfaces provides a
facile approach to modify hydrophilicity, size, and other nano-
material properties, as detailed in section 2.1, that may modify
protein corona formation in comparison to the bare nano-
particle and confer stealth in vivo.

4.1.1. Polyethylene glycol coatings for stealth. Polyethylene
glycol (PEG) is one of the most studied polymer coatings for
use as a stealth agent on nanoparticles, and we point readers
to previous reviews with more in-depth discussion on the
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efforts of PEG use in biological settings.'®'%’ PEG is water
soluble and capable of extending the half-lives of nanoparticle
carriers in circulation,’®''® presumably due to the water sol-
vation effect whereby it is less energetically favorable for pro-
teins to exchange with water adsorbed to the highly hydro-
philic PEG chains. One important consideration is the PEG
grafting density on the nanoparticle surface, which controls
surface roughness and PEG orientation, and subsequently
impacts protein corona formation. PEG in a dense, brush con-
formation better repels protein adsorption than a less dense,
mushroom conformation.*®** Recent work implemented a
two-layer PEG system, where the first layer is a dense polymer
brush to prevent protein adsorption, followed by a second
layer that approaches the mushroom-to-brush transition to
reduce liver uptake.*® This study also highlights that certain
aspects of the PEG-driven stealth mechanism are still under
investigation. It was originally thought that PEG enables nano-
particle stealth by repressing protein adsorption that in turn
triggers MPS clearance. However, recent work shows that
PEGylated nanoparticle surfaces can exhibit substantial
adsorption of proteins, and it is the repressed adsorption of
specific opsonin proteins and enhanced adsorption of dysop-
sonin proteins that enables stealth (referred to as the PEG
“harvesting” effect)."®''* In the case of polystyrene nano-
carriers, a PEGylated surface enriched selective binding of a
dysopsonin protein clusterin, which results in shielding of the
nanoparticles from macrophage uptake.''* Thus, PEGylation
could serve to recruit selective proteins to the nanoparticle
surface towards desired applications, such as avoiding macro-
phage internalization as shown here.*®'**

Recent studies are moving away from the use of PEG as a
stealth agent, as fundamental challenges of using PEG-nano-
particle conjugates come to light. The ubiquitous use of PEG
in nanomedicine has led to the formation of anti-PEG anti-
bodies in the body and rapid clearance of PEGylated nano-
particles from the body, termed the “accelerated blood clear-
ance” phenomenon."">"'® Furthermore, use of PEG does not
necessarily suppress unfavorable protein adsorption onto all
nanoparticles,>'"” such as nanosomes with PEG linkers
shown to irreversibly aggregate after protein corona formation
in whole serum.®® Due to these findings, researchers are inves-
tigating other polymer coatings for nanoparticle stealth.'®

4.1.2. Zwitterionic polymer coatings for stealth.
Zwitterionic polymers, containing both positive and negative
charges, are promising for stealth nanoparticle applications
because they behave similarly to PEG in preventing protein
corona formation in vitro.'®®’7 It is known that surface
charge affects in vivo nanoparticle fate: cationic polymer coat-
ings promote cellular adhesion and uptake, yet exhibit higher
clearance as compared to their anionic and zwitterionic
counterparts.®® Zwitterionic polymer coatings, such as
sulfobetaines,>*® phosphorylcholine,”””**® and peptides''®'*°
have been increasingly investigated and have shown efficacy
in vivo. A zwitterionic peptide coating of alternating negatively
charged glutamic acid and positively charged lysine on gold
nanoparticles showed prolonged circulation in vivo in tumor-
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bearing nude mice."”*® Compared to PEG-coated gold nano-
particles, these zwitterionic peptide-coated nanoparticles were
inert to the immune system and did not elicit elevated levels
of immune proteins, such as IgM and IgG. Similarly, a gold
nanocage system functionalized with acylsulfonamide-based
PH responsive zwitterionic ligands showed four-fold longer cir-
culation lifetime and tumor accumulation in BALB/c mice
bearing 4T1 murine breast tumors than a neutrally charged
polyvinylpyrrolidone-functionalized gold nanocage.®®

4.1.3. Carbohydrate coatings for stealth. Researchers are
increasingly turning towards biologically derived polymers,
such as carbohydrate coatings, to prolong nanoparticle circula-
tion in vivo. Hydroxyethyl starch (HES)-linked nanoparticles
have created drug nanocarriers with prolonged in vivo circula-
tion half-life of several hydrophobic chemotherapy drugs.*”**!
HES-conjugated polydopamine nanoparticles were shown to
have similar circulation half-life and drug-loading capability as
PEGylated polydopamine nanoparticles, with greater efficacy
and less in vivo toxicity.'** In another study, polyphosphoester
(PPE) was noncovalently adsorbed on nanocarriers and then
passivated with mannose sugar. These mannosylated PPE-
nanocarriers were shown to avoid protein adsorption and
better target dendritic cells for immunotherapy.'*® This nonco-
valent PPE adsorption and sugar passivation is generalizable
to other nanocarrier systems, and as different sugar-coated
systems are shown to have varying responses in the body, there
is a need for further investigation on how carbohydrate poly-
mers interact with the protein corona to modulate stealth.'®

4.2. Protein coatings for stealth

Another solution towards constructing stealth nanoparticles is
to engineer the protein corona itself to avoid triggering the
immune system and MPS detection.’® As all nanoparticles are
expected to develop coronas in vivo and the existence of these
coronas often promotes immune cell association,”” directed
adsorption of dysopsonins and/or reduced adsorption of opso-
nins on the nanoparticle surface can be employed to reduce
clearance of nanoparticles.”®

Nanoparticle surface properties may be altered to direct
adsorption of desired proteins or repel unwanted proteins. In
a study of peptide-embedded liposomes, it was shown that the
adsorption of IgM correlates with rapid clearance through the
MPS and accumulation in the lymph nodes.'*® By modifying
the length of the peptide displayed on the liposome, adsorp-
tion of IgM decreased, leading to longer nanoparticle half-life
in circulation. To encourage dysopsonin adsorption, nanogels
were created using molecular imprinting, a method that tem-
plated nanogels to bear a binding site for native dysopsonin
protein: albumin.'® Upon injection into a tumor xenograft
model, it was shown that the molecularly imprinted nanogels
(MIP-NGs) had a higher half-life in blood (6.8 hours), com-
pared to the non-imprinted nanogels (3 hours). Furthermore,
these MIP-NGs were observed to circulate in the liver without
aggregation or capture for over 10 hours, demonstrating that
nanoparticle surface modifications can be utilized to adsorb
necessary stealth proteins.
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Protein corona shields can be made through the design of
the nanoparticle surface a priori. Oh et al. created a protein
corona shield for mesoporous silica nanoparticles using a
recombinant fusion protein of glutathione-S-transferase geneti-
cally combined with Her2-binding affibody.® This outer corona
shield led to the reduction of protein corona formation and sub-
sequent higher retention in plasma. In another study, pre-incu-
bation of charged polystyrene nanoparticles in IgG-depleted
plasma formed a corona enriched in vitronectin and fibrinogen
on negatively charged polystyrene nanoparticles or enriched in
clusterin and hemopexin on positively charged polystyrene
nanoparticles.>® These nanoparticle-corona complexes showed
reduced uptake by RAW264.7 macrophages and remained stable
when reintroduced into whole plasma. Preincubation with the
dysopsonin apolipoprotein E on graphene, gold nanoparticles,
and iron oxide nanoparticles showed markedly improved blood
circulation and better biocompatibility than opsonin IgE-coated
nanoparticles.” Using the growing database of corona proteins,
it is increasingly possible to tailor nanoparticle surfaces for
avoidance of premature clearance.

4.3. Biomimetic coronas for stealth

Similar to plasma-derived protein coatings for stealth appli-
cations, other biomimetic solutions to maintain nanoparticle
biocompatibility include employing cell membrane proteins to
shield nanoparticles from recognition. To keep nanoparticles
in circulation and curtail recognition from immune cells,
blood cells are a template for nanoparticle stealth. Corbo et al.
have utilized white blood cell (leukocyte) proteins, such as
macrophage receptors, to decorate liposomes and produce a
new class of nanoparticles called leukosomes.”” They showed
that leukosomes have lower accumulation in MPS organs and
have reduced uptake by macrophages. Similarly, Meng et al.
extract red blood cell membranes to coat immunomagnetic
micro and nanoparticles.'* This coating prevents the for-
mation of a protein corona in whole blood for better retention.

The use of biomimetic coronas could also accelerate the
development of personalized nanomedicine with low immuno-
genicity. Personalized protein nanoparticles can be made from
patient-derived proteins extracted from a variety of human
sources such as serum, tears, saliva, or breast milk.>* The pro-
teins are initially cast on a metal nanoparticle core, then
extracted to create a biodegradable nanoparticle made up of
only proteins. These protein nanoparticles were used in vivo
without any inflammation or immune cell recruitment.
Biomimetic solutions in creating stealth nanoparticles leverage
specific cell-type proteins or personalized proteins to evade
detection.

5. Targeting and activation of
functional nanoparticles to biological
systems

After bypassing recognition and clearance from circulation,
nanoparticles must overcome additional barriers towards suc-
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cessful localization and function. As such, targeted delivery of
nanoparticles remains a major challenge in the clinical adop-
tion of nanomedicine, and recent literature reveals that effica-
cious nanoparticles can manipulate protein corona engineer-
ing towards this purpose. In this section, we discuss the target-
ing strategies of nanoparticles and subsequent activation of
nanoparticles once they arrive at a biological target of interest.

5.1. Challenges and considerations in nanoparticle targeting

Nanoparticle surfaces can be engineered for targeting through
the addition of different synthetic and biological ligands, such
as small molecules, peptides, and antibodies. However, nano-
particle targeting elements incorporated on bare nanoparticle
surfaces and validated in vitro may show different functionality
in vivo, where the formation of the protein corona upon
administration could inhibit the accessibility of these targeting
ligands."® Some studies show that cellular uptake of nano-
particles is controlled by the outermost protein corona as
opposed to the surface ligands meant to target receptor-expres-
sing cells."""** A notable exception of this phenomenon was
seen in poly(beta-aminoester) polymer nanoparticles with vari-
able terminal targeting peptides.'** The nanoparticles were
coated with retinol, a hepatic targeting moiety, and the protein
corona formed dictated organ biodistribution, yet cellular
uptake was determined by the terminal peptides independent
of the corona. For many other cases, however, the in vivo
protein corona attenuates the targeting properties of nano-
particles. Serum proteins were shown to decrease association
of transferrin-labeled liposomes with glioblastoma cancer
cells, although transferrin-labeled liposomes still exhibited
better association, tumor uptake, and tumor growth inhibition
than unlabeled liposomes.”* There is currently a dearth of lit-
erature on the mechanism of these targeting moieties post
factum, and work is moving towards understanding the strat-
egies for ab initio nanoparticle design. Certain properties such
as size, conformation, and mobility of targeting ligand have
come to light as important design parameters for targeting
applications.

Size of targeting ligands could play a substantial role in tar-
geting potency. An example is transferrin, an 80-kilodalton gly-
coprotein used in many targeting studies for its well documen-
ted ability to promote clathrin-mediated endocytosis, and sub-
sequent intracellular trafficking through recycling pathways.'*®
Transferrin, peptide LT7 (CHAIYPRH), and DT7 (the p-amino
acid analogue of LT7) are all targeting ligands for transferrin
receptors that are overexpressed in several cancer types.®®'?®
Investigation of targeting and uptake of polystyrene nano-
particles functionalized with these ligands revealed that the
transferrin-passivated  nanoparticles out-performed the
peptide-passivated ones.®® Analysis of the protein corona
formed around each of these nanoparticles revealed differ-
ences in composition, and underscored a size and confor-
mation effect on ligand targeting.

As introduced in section 3.1, the conformation of targeting
ligands on nanoparticle surfaces can affect the ability of the
nanoparticle to carry out its intended function.?**?
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Fibronectin, a protein that binds cell-adhesion receptors called
integrins and extracellular matrix components, can undergo
pronounced conformational changes when adsorbed onto
bare gold nanoparticle surfaces compared to when adsorbed
to the nanoparticle surface through protein-protein inter-
actions, leading to loss of function in the former.”'*® The
function of targeting modalities on nanoparticles must be pre-
served in the surface-adsorbed state and during in vivo appli-
cation. Finally, beyond simply optimizing ligand avidity
towards the intended target, Figueroa et al. highlights how
increasing mobility of ligands tethered to nanoparticle sur-
faces drives more cellular uptake.'*”

5.2. Protein corona strategies in nanoparticle targeting

Several nanoparticle targeting schemes are validated with
applications in vivo. Cancer therapies often require targeted
approaches because treatments, such as chemotherapy, are
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cytotoxic to both cancerous and non-diseased cells and have a
limited dosing range. Hence, most literature examples of nano-
particle targeting are devoted to designing nanoparticles for
cancer therapy. These design principles could be extended to
other diseases and tissue types. This section highlights some
targeting modalities that can be attached to a variety of nano-
particles through different conjugation chemistries.

Targeting strategies that activate transport pathways or bind
overexpressed biomarkers are promising for in vivo appli-
cations because they increase uptake of the nanoparticles by
the target cell. To activate transport pathways, nanoparticle
surfaces can be functionalized with ligands that bind to requi-
site receptors or proteins on the target cell (Fig. 4a). The use of
polypeptides is frequently employed to deliver nanomedicine
to tumor cells, such as the arginine-glycine-aspartic acid (RGD)
peptide motif that binds to integrin transmembrane
proteins.''*'*$12% Other ligands include synthetically malle-
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Fig. 4 Corona-mediated targeting and activation. (a) Nanoparticles can be targeted to cell receptors through the surface decoration of ligands
such as polymers, peptides, and proteins. (b) Delivery of nanoparticles through biological barriers is difficult due to environmental factors such as
pH gradients and physical forces that destabilize the outer protein corona. Nanoparticles can pass through barriers by permeation or the targeting
of nanoparticles to cells for transcytosis. (c) Strategies for the activation of nanoparticles include the use of pH, light, enzymes, and redox reactions.
Protein images (PDB ID 5UE3 and 3AI8)***32 are reproduced with permission from the RCSB PDB (rcsb.org). Some images in this figure are adapted
with permission from Servier Medical Art by Servier (http://smart.servier.com), licensed under a Creative Commons Attribution 3.0 Unported
License.
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able polymers that are readily incorporated through bioconju-
gation chemistry or layer-by-layer synthesis; a prominent
example is hyaluronic acid that binds to CD44 receptors over-
expressed in many cancers.'® Additionally, the use of hyaluro-
nic acid is shown to reduce the immunogenicity through the
selective adsorption of anti-inflammatory proteins to the
formed protein corona."*®

Dual stealth and targeting surface functionalization prevent
the adsorption of plasma proteins and thus retains nano-
particle targeting capability. Koide and colleagues designed
nanosomes, consisting of core metals covered by an anti-
adhesive mixed self-assembled monolayer, capable of prevent-
ing protein adsorption while outwardly displaying n-acetylglu-
cosamine (GIcNAc).®® This outer layer triggered uptake
through the cancer-specific GlcNAc salvage pathway, and
resulted in body circulation, accumulation in the tumor, and
reduced tumor size. Similarly, mesoporous silica nanoparticles
with a protein shield of glutathione-S-transferase fused with
Her2-binding affibodies, as introduced earlier, were shown to
adsorb few corona proteins and resulted in increased uptake
and growth inhibition of breast cancer in vivo in SK-BR3 xeno-
graft mice.’

Corona proteins adsorbed during nanoparticle transport
can also be used for targeting, redirecting accumulation from
the liver and spleen leads to better accumulation of nano-
particles in other organs. An interesting case of nanoparticles
for cancer therapy is blood-triggered generation of platinum
nanoparticles as anti-cancer agents. Platinum, originating
from the chemotherapy drug cisplatin, is triggered by albumin
to assemble in vivo to function as an anti-cancer agent.®® This
native corona of albumin then promotes targeting tumors with
better efficacy in leukemia xenograft mice than commercial
albumin-platinum conjugates.

5.3. Protein corona strategies in nanoparticle passage across
biological barriers

Targeting also aids efficient delivery of nanoparticles through
biological barriers such as the blood-brain barrier (BBB),
mucous membranes, and epithelial barriers (Fig. 4b). These
barriers impose certain limitations on the physical character-
istics of the nanoparticles, as introduced in section 2.1. For
example, the BBB excludes passage on the basis of size and
surface properties including charge and hydrophilicity."**?*
Nanoparticles have been shown to pass the BBB via transcyto-
sis-mediated routes, mediated by immune cells’**'** or the
presence of apolipoproteins,'®’? transferrin,*® or other pro-
teins within the adsorbed corona (as reviewed extensively
elsewhere'***%'37) Importantly, traversing biological barriers
can lead to alterations in the nanoparticle corona. A study of
the nanoparticle protein corona was conducted in an in vitro
cellular transwell model of the BBB, demonstrating evolution
of the protein corona as well as a stabilizing effect after BBB
crossing.®” It is shown for gold nanoparticles that only 9 of the
20 most abundant proteins in the corona are retained after
passage through this BBB model, where serum albumin and
a-2-macroglobulin remain abundant, with enrichment of
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complement C9. For efficient design of targeting elements to
cross biological barriers, it is important to ensure stable
attachment such that targeting functionality can be main-
tained across different environments.

Strategies exist at the intersection of nanoparticle surface
design and biological environment considerations in creating
nanoparticles towards targeted biological barrier crossing. For
oral delivery, nanocarriers must withstand acidic pH, enzy-
matic degradation, and differing surface charge requirements
during passage through the mucous membrane and intestinal
epithelium. Passage across the negatively charged mucus
barrier is best achieved with neutral, hydrophobic molecules,
while passage across the intestinal epithelium is optimal with
cationic, hydrophobic molecules. With these system con-
straints in mind, Wang et al. aimed to overcome this issue of
ineffective oral administration and uptake of insulin through
rational corona design.®' Ultimately, pre-coating albumin on
cationic liposomes enabled increased penetration across both
mucosal and epithelial barriers: the protein coating is enzy-
matically hydrolyzed as the liposomes cross the mucus layer,
resulting in exposure of the underlying positively charged lipo-
some that subsequently improves transepithelial transport. In
vivo experiments show that the uptake amounts and transe-
pithelial permeability of these liposomes carrying insulin were
3.24- and 7.91-fold higher, respectively, than that of free
insulin. Continuing this same idea, Zeng et al. suggest that the
presence of other proteins such as protease inhibitors in the
nanoparticle corona, in addition to pre-loaded albumin, serves
the role of protecting albumin from hydrolysis prior to reach-
ing the intended destination (in this case, tumors).*?

5.4. Activation of nanoparticle functions upon localization

As discussed in previous sections, nanoparticle systems can be
designed to increase their bioavailability, circulation time, and
ability to target and localize to desired areas such as specific
organs or tumors. However, surface functionalizations that
prove beneficial for these purposes can be detrimental once
these nanoparticles arrive at their target site."*® It is thus desir-
able to alter nanoparticle composition in a controlled manner
through various cleavable bonds and mechanisms upon nano-
particle localization. Several environmental triggers have been
used for this purpose in recent years, with pH, light, enzymes,
and redox environments being the most common (Fig. 4c).
Other triggers including temperature™® and electrostimula-
tion'® have been demonstrated, but are less common due to
the inherent difficulty of applying these external stimuli to
in vivo systems in a controlled manner to avoid unintended
side effects.

5.4.1. pH-responsive nanoparticles. The use of pH as a
trigger stems from the range of distinct pH values that occur
within the body: blood has a pH of 7.4,%° tumor environments
range from pH 6.5-7,"*° the gastrointestinal tract fluctuates
from 5.7-7.4,°' and lysosomes have a pH ~5."*' These charac-
teristic pHs have been exploited to design activatable nano-
particles in several examples over recent years. As introduced
in section 4.1.1, PEGylation of nanoparticles is desirable for
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circulation, however, the “PEG dilemma” arises in that the
same properties that help biotransport also render the con-
structs less susceptible to cell internalization once localized."?®
Towards this problem, Lim et al. employed mesoporous silica
nanoparticles conjugated to the chemotherapy drug doxo-
rubicin via a pH-sensitive hydrazine linker.'** These nano-
particles were encapsulated with a polyaspartamide-PEG-
biotin coating to inhibit burst drug release, increase hydrophi-
licity, and increase cell penetration, respectively. Once these
nanoparticles were endocytosed by MCF-7 breast cancer cells,
the acidic lysosome environment promoted cleavage of the
hydrazine linker and released doxorubicin, resulting in
decreased cell viability than free doxorubicin. Likewise, Wang
et al. designed polymeric nanoparticles to shed their protective
PEG coating, needed for stable transit, upon exposure to the
acidic tumoral microenvironment, exposing a targeting iRGD
peptide to facilitate tumor penetration and cellular uptake of
the doxorubicin prodrug.'>®

In addition to dePEGylation, other modes of pH activation
have been leveraged in recent years. Li et al developed a
peptide-assembling nanoparticle system loaded with immune
checkpoint inhibitors to both effectively target breast cancer
cells and release the cargo once internalized.'*® This result
was achieved by designing a peptide polymer with cholesterol,
a histidine domain for endosomal escape, and a targeting
peptide sequence. Once the drug-loaded nanoparticle was
endocytosed, the drop in pH led to protonation of the histi-
dine domain, which facilitated endosomal escape and resulted
in successful in vivo drug release. Naidu et al. showed different
release kinetics of ion channel antagonists from transferrin-
functionalized polymeric nanoparticles in various pH environ-
ments, finding faster drug release at lower pH.*® This result
suggests that pH-responsive systems can be beneficial for treat-
ment of neurotrauma by maintaining drug cargo within the
nanoparticles until they enter the acidic (pH ~5) endosomal
environment of damaged central nervous system cells. Overall,
these nanoparticle-drug systems benefit from pH activation by
controlling drug release to occur at the predetermined
location.

5.4.2. Light-activated nanoparticles. Light-activation has
also been implemented to enhance the efficacy of nanoparticle
systems because external light triggers offer spatiotemporal
control of activation."** Zhou et al. demonstrated the utility of
near-infrared-(NIR)-triggered dePEGylation of polymeric nano-
particles to both decrease the nanoparticle size, aiding tumor
penetration, and expose RGD peptides, for enhanced tumor
uptake.''® Kong et al. analogously used UV light-triggered
dePEGylation of liposomal nanoparticles functionalized with
cancer-targeting peptide E.*° Their findings reveal that the
PEGylated nanoparticles remained freely circulating within the
zebrafish xenograft cancer cell model until triggered
dePEGylation caused accumulation and uptake by cancer cells
due to the targeting peptide. Further, Feng and co-workers
used NIR irradiation to produce reactive oxygen species (ROS)
that cleaved a thioketal bond between a cancer prodrug and a
PEG moiety adsorbed onto a self-assembled nanoparticle com-
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posed of a photosensitizer and an immunoinhibitory
compound.'*

Taking advantage of a protein corona stealth effect rather
than that of PEG, Yeo et al. evaluated the use of gold nanorods
coated with mouse serum proteins and the photosensitizer
molecule Chlorin e6 to accumulate in and subsequently elim-
inate tumors in mice.”® The serum protein corona effectively
shielded the nanoparticles from immune system clearance
and increased their bioavailability. Once accumulated at the
tumor site, visible-light laser irradiation induced the pro-
duction of ROS by Chlorin e6 which, when combined with the
temperature increase of the nanorods themselves, led to com-
plete tumor regression within 19 days and no significant
regrowth after 31 days. Also utilizing the nanoparticle-
adsorbed protein corona, Fukuda et al. demonstrated the
potential of single-walled carbon nanotubes suspended in apo-
lipoprotein A-1 to produce ROS under NIR illumination.”*
These ROS led to both lower HeLa cancer cell viability and dis-
integration of the neurotoxic peptide aggregate amyloid beta,
which is implicated in neurodegenerative diseases such as
Alzheimer’s.

5.4.3. Enzyme-activated nanoparticles. Enzymatic acti-
vation has been demonstrated to be an effective method to
trigger nanoparticle function, as nanoparticles encounter
various intracellular and extracellular enzymes including pro-
teases, phospholipases, and glycosidases. Rodriguez-Quijada
et al. observed enzymatic degradation of the protein corona
formed on doxorubicin-loaded gold nanoparticles by matrix
metalloproteinases, in turn affecting the doxorubicin release
rate into pancreatic cancer cells.”® Various corona proteins
were degraded at different rates, leading to varying levels of
cytotoxicity depending on the identity of the in vitro pre-
formed corona proteins. Matrix metalloproteinases were also
used by Gao et al. to dePEGylate their prodrug nanoparticles
once accumulated at the target tumor site.'*® Another enzyme
of interest is cathepsin B, used frequently in the realm of anti-
body-drug conjugates. Cathepsin B has the potential to
augment nanoparticle efficacy through its abundance in lyso-
somes and consistent activity. Han et al. used a dual enzyme
strategy to increase the efficacy of their drug-loaded quantum
dots. First, they used the aforementioned matrix metalloprotei-
nases to dePEGylate their quantum dots and expose a cyclic
RGD targeting peptide, simultaneously increasing cellular tar-
geting and uptake. Once within the lysosome, native cathepsin
B cleaved the cancer drug gemcitabine from the quantum dot
surface, thereby increasing drug release into the cell and thus
nanoparticle efficacy.'*® There remains further work to be
done in this area to utilize the array of endogenous enzymes
found within biological systems of interest for enzyme-acti-
vation of nanoparticles.

5.4.4. Redox-responsive nanoparticles. Redox chemistry
offers another trigger to activate nanoparticle systems, as the
nanoparticle travels between oxidative and reductive environ-
ments found in the extracellular and intracellular spaces,
respectively. For example, the second component of the clea-
vable system used by Feng et al. takes advantage of redox
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chemistry with a photosensitizer and an immunoinhibitory
compound linked by a reducible disulfide bond. Once within
the cellular environment, the abundant antioxidant, gluta-
thione, reduces the disulfide bond and causes release of the
nanoparticle components, proving effective for tumor abla-
tion during in vivo mouse studies."” Nanoparticle
dePEGylation has also been accomplished by a reducible di-
sulfide attachment that is cleaved to release drug cargo once
internalized."*”**® Similarly, Yu et al demonstrated the
utility of ceria nanoparticles encapsulated by a poly(lactic-co-
glycolic acid) (PLGA)-PEG coating linked by a thioketal bond
and loaded with the kidney injury drug, atorvastatin.'*® The
PEG coating was removed by thioketal bond cleavage once
nanoparticles accumulated at the kidney injury site where
ROS production was elevated, resulting in the release of ator-
vastatin for treatment. Interestingly, the ceria nanoparticles
were also functionalized with triphenylphosphine to target
the injured cell’s mitochondria and scavenge the ROS pro-
duced by the injured mitochondria. The use of redox-respon-
sive activation in nanoparticle systems gives rise to multi-
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functional modalities that would be more efficacious when
used synergistically.

6. Biocompatibility

The presence of foreign objects such as bacteria, viruses, and
nanoparticles within the body can induce a response by the
immune system. Depending on the nanoparticle’s properties,
this immune response can both render the nanoparticles
ineffective and also lead to inflammation and systemic compli-
cations."*® Although many advancements have been made in
preventing this response as detailed in section 4, it is still
important to understand the scope of possible interactions
between nanoparticles and the immune system to ensure
nanoparticle efficacy and inform rational design of the protein
corona (Fig. 5).

The human immune system is composed of two branches:
the innate immune system and the adaptive immune system.
The innate immune system is composed of the complement
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Fig. 5 Biocompatibility considerations for nanoparticle administration. Proteins known as opsonins often adsorb to nanoparticles in vivo and elicit
an immune response. This response involves the innate immune system (complement and mononuclear phagocyte systems) and/or adaptive
immune system (lymphocytes and antibodies). Protein corona design can be employed to guide immunostimulation (increase in cytokine and leuko-
cyte levels), whereby the immune system is activated intentionally towards eliminating harmful cells or combatting immunodeficiency. Conversely,
the nanoparticle—corona construct can be manipulated towards immunosuppression (decrease in cytokine and leukocyte levels), and nanoparticle
clearance or an inflammatory response are avoided. Some images in this figure are adapted with permission from Servier Medical Art by Servier
(http://smart.servier.com), licensed under a Creative Commons Attribution 3.0 Unported License.
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system and the mononuclear phagocyte system (MPS) working
in tandem to identify and eliminate pathogens. This process is
activated almost immediately after an infection is detected.
The adaptive immune system uses lymphocytes known as T
cells and B cells in combination with antibodies to eliminate
foreign and native infected cells. In contrast to the innate
immune system, the adaptive response requires about one
week post-infection to fully develop. Due to this discrepancy in
time scale, the innate immune response is the body’s first line
of defense against perceived foreign invaders and is canoni-
cally observed in assaying nanoparticle biocompatibility.
Improper nanoparticle design that neglects the innate
immune system could lead to untimely clearance, unintended
immune response, and complications including systemic tox-
icity.">" Additionally, over-use of nanoparticle coatings such
as PEG can generate anti-PEG antibodies by the adaptive
immune system as discussed in section 4.1.1. It is thus of
great importance to consider the potential mounted immune
responses, particularly the innate response, when designing
nanoparticle systems for use in vivo.

6.1. Immune system activation and suppression

The involvement of nanoparticles with the innate immune
system can be categorized into immune activation and sup-
pression. Activation is better studied than suppression due to
it being easier to elicit with nanoparticles, although both have
been demonstrated in recent years.®'*> Immune activation can
be further divided into unintended activation via the comp-
lement system and intended activation through elevated cyto-
kine levels and leukocyte activation. Immunosuppression aims
to mitigate the immune response by depleting inflammatory
cytokine levels and limiting leukocyte migration, which can
result in longer nanoparticle circulation time from lower MPS
clearance and reduced inflammation in hypersensitive
systems. '3!3

6.1.1. Complement activation. It is generally accepted that
nanoparticles possessing different physicochemical properties
will activate different innate immune response pathways.>”*>°
As part of the innate immune response, the complement
system is composed of a series of soluble proteins produced by
hepatocytes in the liver that amplify or “complement” the
function of antibodies in the adaptive immune system.
Complement proteins often contribute to the formation of the
in vivo protein corona when a nanoparticle enters the body,
which places the complement system at the forefront of the
immune response to nanoparticles.>® The complement system
can be activated by three different pathways: classical, lectin,
and alternative. The classical pathway is activated by the
binding of antibodies to antigens present on the surface of
pathogens. The lectin pathway is initiated by the binding of
mannan-binding lectin with mannose and fucose residues
found in the cell wall of bacteria. The alternative pathway is
activated by the binding of complement protein C3 to the
pathogen. All three pathways converge at the point where this
C3 protein is cleaved into anaphylatoxins C3a and C3b, which
leads the complement cascade to ultimately recruit phagocytes
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and lymphocytes to the site of infection. Nanoparticles typi-
cally activate the classical and alternative pathways, as their
surfaces provide ample area for antibodies and complement
proteins to bind and trigger the respective cascades.'>>'*°

Nanoparticle surface properties are key to eliciting immune
activation. For instance, Coty et al. demonstrated that dextran-
coated poly(isobutylcyanoacrylate) nanoparticles —activate
different complement pathways depending on the architecture
of the dextran coating itself."”®® They concluded that the
density and length of the dextran coating modulated the
ability of different complement proteins such as C3 and
mannose-binding lectin to bind to the nanoparticle surface, in
turn affecting which pathway was activated. Fulop et al
explored the complement activation effect of various coating
materials on superparamagnetic iron oxide nanoparticles
(SPIONS), similarly determining that dextran coating leads to
complement activation, in this case by the alternative
pathway.'>! They incubated SPIONs noncovalently adsorbed to
starch, carboxymethyldextran, chitosan, phosphatidylcholine,
citric acid, and dextran coatings with human serum samples
in vitro and measured the levels of the complement pathway-
specific marker SC5b-9. Phosphatidylcholine and chitosan
showed no reaction, starch and carboxymethyldextran showed
minor effects, and dextran caused massive complement acti-
vation. Escamilla-Rivera et al. conducted a similar study, com-
paring complement activation of iron oxide nanoparticles with
bare surfaces, with a polyvinylpyrrolidone (PVP) coating, and
with a PEG coating.”” Interestingly, the PEG coating resulted in
doubled complement protein adsorption levels in vitro and
higher levels of inflammatory cytokines in vivo, while the bare
and PVP-coated nanoparticles showed no significant increase
in either case. Quach and Kah studied the effect of gold nano-
particle size, shape, and polyelectrolyte ligand on complement
activation.”® By detecting the endpoint complement marker
SC5b-9 concentration, they determined that polyethyleneimine
ligand induced the most complement activation and that there
is a negative correlation between nanoparticle surface hydro-
philicity and complement activation. Based on the literature,
there is little predictability with which nanoparticle materials
or coatings will elicit an immune response, necessitating that
each be tested individually."> Due to the importance of the
complement pathway in understanding the biocompatibility of
nanoparticle systems, more studies are required to fully under-
stand the mechanisms and dependencies of this cascade
within the context of nanoparticle activation.

6.1.2. Immunostimulation. Rather than avoiding immune
activation, nanoparticles can also be applied to stimulate an
immune response. Immunostimulation is beneficial in the
context of harnessing the immune system to clear infected
cells, including cancer cells, and combating immunodefi-
ciency."? Since the protein corona influences the interactions
between nanoparticles and cells of the immune system, it
plays a crucial role in mediating this stimulatory response. For
example, Dai et al. explored the effect of different in vitro
protein coronas formed on poly(methylacrylic acid) (PMA)
nanoparticles on cytokine production in THP-1 monocytes."*”
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In particular, they found that serum-incubated PMA nano-
particles showed increased levels of inflammatory cytokines
including interleukin-8 and interleukin-1p, demonstrating the
importance of the protein corona in immunostimulation
responses to nanoparticle introduction.

Several nanoparticle systems in recent years have been
designed to purposefully leverage the protein corona to acti-
vate the immune system. Mo et al. exploited the serum protein
corona formed on black phosphorus nanosheets to polarize
MO macrophages into M1 macrophages, stimulating the
immune system to eliminate cancer cells.'”* Similarly, Kouser
et al. investigated the inflammatory response of functionalized
carbon nanotubes with adsorbed human properdin, a protein
that upregulates the alternative complement pathway.*® The
authors adsorbed either the full properdin protein or only the
binding domain, thrombospondin type I repeat 4 and 5
(TSR4+5), to cellulose-coated and oxidized carbon nanotubes.
Upon in vitro incubation in blood serum, TSR4+5-coated nano-
tubes inhibited complement activation due to the lack of avail-
able surface area for native properdin to adsorb, while proper-
din-nanotubes maintained complement activation.
Furthermore, pre-adsorbed properdin enhanced the uptake of
carbon nanotubes by THP-1 macrophages, stimulating the pro-
duction of pro-inflammatory cytokines, while pre-adsorbed
TSR4+5 was ineffective in producing this immunostimulatory
response. Taken together, these various studies demonstrate
the potential design of nanoparticles to either stimulate
immune cell activation directly or engage immunostimulation
through the complement system.

Employing nanoparticles that produce ROS can induce an
oxidative stress response in cells as another form of immunos-
timulation. These ROS include hydrogen peroxide, superoxide
anion radicals, singlet oxygen, and free hydroxyl radicals,
which lead to a variety of oxidative stress responses, including
inflammation, apoptosis, DNA damage, and lipid peroxi-
dation."® While nanoparticles themselves can produce an oxi-
dative stress response, Jayaram et al. demonstrated that the
in vitro protein corona also plays a role in the oxidative stress
experienced by cells.”>® In this study, titanium dioxide nano-
particles were found to produce ROS that caused oxidation of
corona proteins, including complement C3, serum albumin,
and plasminogen. The oxidized corona proteins subsequently
caused downregulation of peroxiredoxin expression, enzymes
responsible for clearing peroxide species, thus resulting in an
oxidative stress response to the cell. They also concluded that
an increase in nanoparticle surface defects exacerbates the oxi-
dative stress effect. Due to the potential of the protein corona
to produce an oxidative stress response in cells, it is important
to further study nanoparticles in this light in addition to other
immunological effects.

6.1.3. Immunosuppression. Nanoparticles can also func-
tion to limit activation of the immune system by suppressing
cytokine levels to lower MPS activity and reduce inflammatory
effects.'®® Cai et al. connected the nanoparticle protein corona
to a decrease in cytokine production by macrophages, showing
a decrease in level of proinflammatory cytokine, interleukin-6
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(IL-6), produced due to the presence of the protein corona.?
Similarly, Dai et al. discovered that their PMA nanoparticles
had immunosuppressive effects in THP-1 monocytes depend-
ing on the source of their in vitro protein corona.'”” They
found that PMA nanoparticles incubated with HeLa cell-con-
ditioned media reduced the production of IL-6, IL-1b, IL-8,
and TNF-a cytokines. In addition to reducing cytokine pro-
duction, nanoparticles can also suppress an overactive
immune system by targeting and eliminating specific immune
cell populations. In certain autoimmune diseases, B cells can
become overactive, leading to the destruction of healthy cells.
Luk et al. demonstrated the possibility of targeting these
hypersensitive B cells by coating polymeric nanoparticles with
red blood cell membranes containing B cell receptor-targeted
antigens."* By purposefully designing the protein corona of
this nanoparticle system, the authors were able to successfully
target and visualize autoimmune B cells, opening the door to
the development of targeted immunosuppressive treatments.
Overall, these findings demonstrate the ability of the protein
corona to induce an immunosuppressive response in vivo.

6.2. Cytotoxicity assays

The assessment of these various immune activation and sup-
pression functionalities, and more broadly the extent to which
a nanoparticle is deemed biocompatible, relies on cytotoxicity
assays. These assay outputs depend not only on the nano-
particle properties and interactions, but also on the specific
assay used in the study. Common techniques for toxicity
assessment include nanoparticle incubation with representa-
tive cell systems, such as HeLa cancer cells and
THP-1 monocytes to assess cell viability,"® endpoint cytokine
level measurements to determine inflammation,>>”® and live
mice and rat models to compare in vitro analysis with in vivo
efficacy.””””®'% Although these techniques can be useful tools
for characterization, literature increasingly suggests that the
adaptation of standardized in vitro toxicity assays to assessing
nanoparticle outcomes must be done with care. For example,
common cell viability assays include the MTT,">"*%15°
LDH,'*"'®* Trypan Blue,'® and CCK-8 assays.®’* However,
nanoparticles have been shown to interfere with such assays
by either adsorbing the reagent or readout molecules, or in the
case of colorimetric assays, absorbing or contributing to the
output signal being quantified.'®"®* This leads to false cyto-
toxicity or efficacy predictions because the nanoparticle pres-
ence alone vastly modulates the assay output, often confirmed
by seeing negligible in vitro toxicity yet drastic changes in cell
morphology. As such, it is imperative to include the necessary
controls for these assays and run multiple, orthogonal assays
to avoid reporting misleading results.

7. Conclusions

Nanoparticles offer a promising platform towards studying
and manipulating biological systems. Yet, formation of the
protein corona on nanoparticle surfaces upon introduction
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into biological environments remains a considerable barrier
between in vitro design and in vivo application. Beyond charac-
terizing the protein corona formed on varying nanomaterials,
recent developments have sought to elegantly exploit and
rationally design the protein corona to achieve improved nano-
material functionality. In this review, we have described intrin-
sic nanoparticle and extrinsic biological factors that govern
unpredictable protein corona formation, such that these
insights may be used towards either mitigation of unfavorable
adsorption or enhancement of desired adsorption. Many such
factors are co-dependent, therefore work remains in separating
out nuances among these variables. To extend experimental
data into broader design rules, recent work has involved
ensemble machine learning approaches to develop predictive
models of protein corona fingerprints formed on nanoparticles
based on protein, nanoparticle, and solution characteristics.'®*
Such models could better inform corona-based design.
Moreover, future work should move towards characterization
under biologically relevant conditions, such as under flow for
intravenous applications, in biofluids most representative of
the intended application. Based on these design principles,
work has implicated noncovalent adsorption and covalent
coupling strategies. Characterization techniques have been
adapted from tangential fields and developed anew. Recent
advances continue to give insight into minutia of the protein
corona, such as the hard vs. soft corona constituents and kine-
tics. However, particular care must be taken in characterizing
individual particle vs. aggregate size, and future characteriz-
ation should be done primarily in solution rather than in
dried or immobilized surface settings. Additionally, models of
protein-nanoparticle association should be applied with
caution regarding assumptions and limitations, especially if
mechanistic or quantitative conclusions are to be made from
the data.

Corona-mediated nanoparticle
stealth, targeting, and activation. Stealth continues to be
mechanistically explored, as more studies demonstrate the
difficulty in fully eradicating protein corona formation.
Instead, achieving stealth seems to rely on adsorption of
specific proteins to mask the foreign nanoparticle presence.
While common strategies rely on hydrophilic, zwitterionic, or
carbohydrate shells, new work realizes the promise of
protein or biomimetic coatings towards attaining stealth. It is
increasingly recognized that controlling, instead of eliminat-
ing, protein adsorption will further benefit stealth aims in
nanomedicine. After evading recognition during circulation,
targeting enables specific localization. Nanoparticle targeting
stands to benefit from the remarkable molecular specificity of
protein interactions by taking advantage of endogenous
protein interactions with their target ligands. Finally, activata-
ble properties have been applied to induce or guide specific
nanoparticle function within the targeted area. Activation of
nanoparticle function typically relies on biological or externally
applied triggers, though future work is required to use such
cleavable strategies synergistically with the protein corona.
Combining such concepts, recent work has demonstrated

functionalities include

5108 | Analyst, 2020, 145, 5090-5112
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modular nanoparticle constructs that are capable of tumor tar-
geting (with cleavable reporters to indicate success) and gene
delivery.'®® Other exciting work has moved to multiplexed
testing of the targeting and function of many nanoparticle
chemistries simultaneously via DNA-barcoding.®® Finally, bio-
compatibility of such nanoparticle-corona constructs has
inspired uses in both immune stimulation (both intended and
unintended) and immune suppression, where the assays to
assess biocompatibility stand to be refined. In sum, design of
the protein corona on nanoparticles presents a functional
handle to tune construct properties and attain improved out-
comes towards in vivo stealth, targeting, and function.
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