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Horizontal expansion of biicosahedral M13-based
nanoclusters: resolving decades-long questions†
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For metal nanoclusters with the ‘‘cluster of clusters’’ intramolecular

evolution pattern, most efforts have been made towards the vertical

superposition of icosahedral nanobuilding blocks (e.g., from mono-

icosahedral Au13 to bi-icosahedral Au25 and tri-icosahedral Au37), while

the horizontal expansion of these rod-shaped multi-icosahedral aggre-

gates was largely neglected. We herein report the horizontal expansion

of the biicosahedral M25 cluster framework, yielding an [Au19Ag12(S-

Adm)6(DPPM)6Cl7]2+ nanocluster that contains an Au13Ag12 kernel and

six Au1(DPPM)1(S-Adm)1 peripheral wings. The structural determination

of [Au19Ag12(S-Adm)6(DPPM)6Cl7]2+ resolved a decades-long question

towards rod-shaped multi-icosahedral aggregates: how to load

bidentate phosphine and bulky thiol ligands onto the nanocluster

framework? The structural comparison between [Au19Ag12(S-

Adm)6(DPPM)6Cl7]2+ and previously reported [Au13Ag12(PPh3)10Cl8]2+

or [Au13Ag12(SR)5(PPh3)10Cl2]2+ rationalized the unique packing of

Au1(DPPM)1(S-Adm)1 motif structures on the surface of the former

nanocluster. Overall, this work presents the horizontal expansion of

rod-shaped multi-icosahedral nanoclusters, which provides new

insights into the preparation of novel icosahedron-based aggregates

with both vertically and horizontally growing extensions.

1. Introduction

Metal nanoclusters have served as an emerging class of mod-
ular nanomaterials owing to their atomically precise structures

and intriguing physical–chemical properties.1–8 Besides, due to
their programmably structure-dependent performances, metal
nanoclusters or cluster-based hybrids have been customized for
widespread applications such as catalysis, chemical sensors,
drug delivery, biological imaging, and so on.9–18 Typically, the
structure of nanoclusters is composed of an internal metallic
kernel and a peripheral ligand shell.19–30 The structural deter-
mination of the metallic kernels of clusters at the atomic level
has considerably inspired nanoscientists on a long-lasting
question in nanoscience: what are the evolution modes from
small-sized metallic complexes to nanoclusters or from
nanoclusters to large-sized nanoparticles?1,31 Indeed, such a
question has puzzled nanoscientists for decades because of two
objective deficiencies of metal nanoparticles: the nonuniform
molecule size and the uncertain surface environment.

With the continuous accumulation of the determined struc-
tures of metal nanoclusters, several intracluster evolution pat-
terns have been observed experimentally, including cluster of
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New concepts
The ‘‘cluster of clusters’’ evolution was one of the most fascinating
features of intramolecular assembled nanoclusters. Hundreds of clusters
have been constructed by systematically aggregating icosahedral M13

nanobuilding blocks, and these rod-shaped aggregates were extensively
studied owing to the strong electron coupling between substituent
icosahedral units. However, most efforts were made towards the vertical
superposition of icosahedral nanobuilding blocks (e.g., from mono-
icosahedral Au13 to bi-icosahedral Au25 and tri-icosahedral Au37), while
the horizontal expansion of these rod-shaped multi-icosahedral
aggregates was largely neglected. In this work, based on a newly
developed M31 nanocluster template, the horizontal expansion of the
biicosahedral M25 dimer has been accomplished. The atomic-level
structural determination of the Au19Ag12(S-Adm)6(DPPM)6Cl7 cluster
resolved two decades-long questions for rod-shaped multi-icosahedral
aggregates, including (i) how to load bidentate phosphine ligands onto
the nanocluster shoulder and (ii) how to arrange bulky thiol ligands onto
the nanocluster waist. This work significantly broadens the research
towards the ‘‘cluster of clusters’’ evolution pattern of metal nanoclusters.
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clusters, kernel fusion, interpenetration, shell-by-shell, layer-
by-layer, tetrahedron-based vertex-sharing, etc.31 Among these
patterns, the ‘‘cluster of clusters’’, which is first proposed in the
1980s, represents one of the most fascinating features of
intramolecular assembled nanoclusters.32–35 The icosahedral
M13 nanobuilding blocks can be aggregated by a vertex-
sharing mode (e.g., rod-shaped Au25, Pt2Ag23, Au37, Pt3Ag44, and
Ag61,36–40 and pan-shaped Au34Cu3, Pt3Ag33, and Au60),41–43 a face-
sharing mode (e.g., Au38 and Au27Cd1),44,45 or an interpenetrating
mode (e.g., Au8Ag55, Au8Ag57, and Au156).46,47

Among the cluster of clusters, rod-shaped aggregates of M13

(M = Au/Ag/Cu/Pt/Pd/Ni) nanobuilding blocks have been exten-
sively studied because of the strong electron coupling between
substituent icosahedral units.31–35,40 However, most efforts
were made towards the vertical superposition of icosahedral
units (e.g., from mono-icosahedral Au13 to bi-icosahedral Au25

and tri-icosahedral Au37), while the horizontal expansion of
these rod-shaped multi-icosahedral aggregates is largely
neglected.31 Besides, several questions remain unsolved regard-
ing these nanoclusters. For example, for rod-shaped
Au25(PPh3)10(SR)5Cl2 with five monodentate PPh3 at each
shoulder and five thiol ligands at the waist,36 the outcome
remains mysterious by substituting the monodentate PPh3 with
bidentate phosphine ligands or regulating the SR as bulky thiol
ligands in terms of two objective contradictions: (i) the odd-
numbered coordination sites at the nanocluster shoulder (i.e., 5)
versus the even-numbered coordination ability (i.e., 2n) of the
bidentate phosphines, and (ii) the limited space at the nanoclus-
ter waist versus the large steric hindrance of bulky thiols. The
problem solving towards such rod-shaped cluster models calls for
more efforts.

Herein, the horizontal expansion of the rod-shaped biicosahe-
dral M25 nanocluster was accomplished, yielding an [Au19Ag12(S-
Adm)6(DPPM)6Cl7]2+ nanocluster (Au19Ag12 for short; S-Adm =
1-adamantanethiol; DPPM = bis(diphenylphosphino)methane)
that consists of a biicosahedral Au13Ag12 kernel, seven chlorine
ligands, and six Au1(DPPM)1(S-Adm)1 peripheral wings. Com-
pared with the rod-shaped [Au13Ag12(SR)5(PPh3)10Cl2]2+ or
[Au13Ag12(PPh3)10Cl8]2+ (Au13Ag12-S or Au13Ag12-Cl for short), the
horizontal extension of unique Au1(DPPM)1(S-Adm)1 surface
units in Au19Ag12 was rationalized by the substitution of mono-
dentate PPh3 with bidentate DPPM as well as the introduction of
bulky S-Adm ligands. Control experiments were carried out to
validate the decisive roles of both bidentate DPPM and bulky
S-Adm in constructing the Au19Ag12 nanocluster. In this context,
Au19Ag12 has served as a cluster model for resolving the above-
mentioned longstanding questions in rod-shaped nanoclusters
with the ‘‘cluster of clusters’’ intramolecular evolution pattern.

2. Results and discussion

The rod-shaped Au13Ag12-S nanocluster follows a biicosahedral
configuration via sharing a vertex Au atom between two Au7Ag6

nanobuilding blocks.48 The Au atoms at the nanocluster
shoulder are capped by monodentate PPh3 ligands, and the

Ag atoms at the nanocluster waist are stabilized by SC2H4Ph
ligands. Two longstanding questions remain unsolved for this
nanocluster template (Scheme 1).

(i) Altering monodentate PPh3 into bidentate phosphine
ligands at the nanocluster shoulder (Scheme 1, Q1): five PPh3

ligands are anchored onto each cluster shoulder via Au–P
interactions, which puts forward a contradiction between the
odd-numbered coordination sites (i.e., 5) and the even-
numbered coordination ability (i.e., 2n) of the bidentate phos-
phines (e.g., DPPM).

(ii) Arranging bulky thiol ligands into the limited space at
the nanocluster waist (Scheme 1, Q2): five –SC2H4Ph ligands are
arranged at the waist of Au13Ag12-S via Ag–S–Ag interactions.
The waist space of the nanocluster is limited by considering the
steric hindrance of the M25 metallic kernel from the inside out
as well as the hindrance of the phosphine ligands from both
sides to the middle. Accordingly, the thiol ligands in reported
biicosahedral M25 nanoclusters are almost accompanied by
alkyl chains or benzene rings with relatively small steric resis-
tances. However, it remains challenging to install bulky thiol
ligands (e.g., –S-Adm) into this limited space.

Collectively, it is unclear how the nanocluster framework
undergoes self-adaption in the presence of bidentate phos-
phine ligands or bulky thiol ligands, and a comprehensive
understanding of these longstanding questions calls for a
new nanocluster template established from the biicosahedral
M25 nanostructure.

Several efforts have been made to install bidentate DPPM or
bulky S-Adm ligands onto the M25 nanocluster surface
(Scheme 2). The rod-shaped Au13Ag12-S nanocluster was synthe-
sized by directly reducing the Au-Ag-Cl-PPh3-SC2H4Ph com-
plexes with NaBH4 (Scheme 2A). A set of control experiments
were performed (Scheme 2B–D).

(i) The single thiol ligand control (Scheme 2B): the SC2H4Ph
was substituted by the bulky S-Adm ligand, while the other
experimental conditions remained unchanged. The Au13Ag12-Cl

Scheme 1 Schematic illustration of two long-lasting questions towards
the rod-like biicosahedral M25 cluster template. (Q1) The substitution of
monodentate PPh3 with bidentate phosphine ligands at the nanocluster
shoulder. (Q2) The arrangement of bulky thiol ligands into the limited
space at the nanocluster waist. The [Au13Ag12(SC2H4Ph)5(PPh3)10Cl2]2+

nanocluster was exploited as the nanocluster model. Color labels: orange
sphere, Au; light blue sphere, Ag; green sphere, Cl; red sphere, S; magenta
sphere, P; pale pink sphere, C on PPh3 ligands; pale green sphere, C on
SC2H4Ph ligands. For clarity, all H atoms are omitted.
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nanocluster was obtained without surface thiol ligands.49 The
Au13Ag12-Cl nanocluster followed a similar configuration to
Au13Ag12-S with the only difference of waist stabilizers. For
Au13Ag12-Cl, six chlorine ligands stabilized the biicosahedral
configuration via Ag–Cl–Ag interactions, playing the same role
as SC2H4Ph ligands in Au13Ag12-S. In other words, compared
with SC2H4Ph, the bulky thiol ligand was challenging to be
installed at the nanocluster waist, which was probably due to
the large steric hindrance of S-Adm relative to the
limited space.

(ii) The single phosphine ligand control (Scheme 2C): the
substitution of PPh3 with DPPM yielded a homogold
[Au13(DPPM)6]3+ (Au13-DPPM for short) nanocluster. Accord-
ingly, the biicosahedral configuration of M25 was broken to give
rise to a mono-icosahedral nanocluster. The twelve surface Au
atoms of the Au13-DPPM nanocluster were capped by six DPPM
ligands with an Au–DPPM–Au bonding mode. The obtained
Au13-DPPM nanocluster was the same as the previously reported
one that was prepared via a thiol addition-induced synthetic
procedure.50 Of note, the Ag component was absent in the final
Au13-DPPM. Such an absence might result from the instability of
the possible AgxAu13�x(DPPM)6 products that only the homo-
gold Au13-DPPM nanocluster survived.

(iii) The dual thiol and phosphine ligand control
(Scheme 2D): the PPh3 and SC2H4Ph were substituted by biden-
tate DPPM and bulky S-Adm ligands simultaneously, which
produced an Au19Ag12 nanocluster. The Au19Ag12 contained an
M25 biicosahedron that was co-stabilized by Cl, DPPM, and
S-Adm ligands. The rod-shaped M25 kernel was maintained by

comparing the overall structure of Au19Ag12 to that of Au13Ag12-S
or Au13Ag12-Cl, while the surface DPPM–Au–SAdm motif struc-
tures followed a horizontal expansion mode. Collectively, based
on the horizontally expanded biicosahedral Au19Ag12 nanoclus-
ter, both bidentate phosphine and bulky thiol ligands were
installed onto the surface of rod-shaped nanoclusters.

The ESI-MS results of the Au19Ag12 nanocluster showed two
groups of mass signals around 2853 and 4297 Da, corres-
ponding to [Au31�xAgx(S-Adm)6(DPPM)6Cl7]3+ and [Au31�xAgx(S-
Adm)6(DPPM)6Cl7]2+ (x = 10–14), respectively (Fig. S1, ESI†). The
excellent agreement of the experimental and simulated isotope
patterns illustrated that the measured formulas of the largest
peaks within these two groups were [Au19Ag12(S-Adm)6

(DPPM)6Cl7]3+ and [Au19Ag12(S-Adm)6(DPPM)6Cl7]2+ (Fig. S1,
insets, ESI†). In addition, ESI-MS results demonstrated that
several metal positions of the Au19Ag12 nanocluster framework
were jointly occupied by Au/Ag, which was reminiscent of the
composition of Au13Ag12-S.48 By combining the ESI-MS results
and the crystal data, such Au31�xAgx(S-Adm)6(DPPM)6Cl7

nanoclusters are called Au19Ag12 in this work (see Tables S5–
S7, ESI,† for more details of the naming of the three alloy
nanoclusters in this work). Besides, previous studies of M13-
based cluster aggregates demonstrated that each icosahedral
unit tended to hold eight free valence electrons within the
nanocluster framework.31 Accordingly, for the [Au19Ag12

(S-Adm)6(DPPM)6Cl7]2+ mass signal, the nominal electron count
of the Au19Ag12 nanocluster was determined as 16 (i.e., 31(Au +
Ag) � 6(S-Adm) � 7(Cl) � 2(charge) = 16e),51 tallying with the
two icosahedral units in the cluster framework. The presence of

Scheme 2 Efforts for installing bidentate DPPM and bulky S-Adm ligands onto the biicosahedral nanocluster surface. (A) The preparation of the
Au13Ag12-S nanocluster. (B) The preparation of the Au13Ag12-Cl nanocluster. (C) The preparation of the Au13-DPPM nanocluster. (D) The preparation of
the Au19Ag12 nanocluster. Color labels: orange sphere, Au; light blue sphere, Ag; green sphere, Cl; red sphere, S; magenta sphere, P; grey sphere, C; white
sphere, H.
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[Au31�xAgx(S-Adm)6(DPPM)6Cl7]3+ signals originated from the
loss of an electron from the nanocluster molecule, which has also
been observed previously in Ag44(SR)30 and Pt1Ag31(SR)16

(DPPM)3Cl3 nanoclusters.52,53

The structural anatomy of the Au19Ag12 nanocluster is
shown in Fig. 1 and Fig. S2 (ESI†). First, two Au7Ag6 icosahedral
nanobuilding blocks were assembled via sharing the vertex Au
atom, giving rise to an Au13Ag12 biicosahedral kernel (Fig. 1A
and B). Then, seven chlorine ligands, including five bridge
Cl ligands at the waist and two Cl ligands at the vertex, were
bonded onto the Au13Ag12 biicosahedron to yield an
Au13Ag12Cl7 structure (Fig. 1C). Finally, the Au13Ag12Cl7 struc-
ture was enwrapped by six Au1(DPPM)1(S-Adm)1 surface motif
units to generate the overall structure of Au19Ag12 (Fig. 1D and
E). Among these DPPM–Au–SAdm surface motifs, four were
anchored onto the nanocluster with a shoulder-to-shoulder
pattern, while the other two followed a shoulder to waist
pattern. As shown in Fig. 1D and E, all bidentate DPPM ligands
dually bound with a shoulder Au atom and a motif Au atom,
while the bulky S-Adm ligands connected a shoulder Au atom
and a motif Au atom (for motifs with a shoulder-to-shoulder
pattern) or two waist Ag atoms and a motif Au atom (for motifs
with a shoulder-to-waist pattern).

Two nanocluster enantiomers of the Au19Ag12 nanocluster
were observed in the crystal lattice (Fig. 1F and Fig. S3, ESI†).
Fig. 1F shows the mirrored structures of R-nanocluster and

S-nanocluster enantiomers. Furthermore, the crystallographic
packing of these enantiomers followed a ‘‘lamellar eutectic’’
pattern, and the interlayer distance was determined as 28.897 Å
from the (100) plane (Fig. S3, ESI†). Such a crystallographic
packing pattern has been observed in several other crystal
lattices consisting of nanocluster enantiomers.54,55

Structurally, both Au13Ag12-S and Au13Ag12-Cl nanoclusters
follow a ‘‘cluster of clusters’’ evolution mode and are assembled
through the vertical superposition of icosahedral nanobuilding
blocks. By comparison, the Au19Ag12 nanocluster is constructed
by horizontally expanding the rod-like biicosahedral M25 clus-
ter framework with several denotative Au1(DPPM)1(S-Adm)1

motif structures (Fig. 2). A combination of Au13Ag12-S,
Au13Ag12-Cl, and Au19Ag12 nanoclusters forms a platform for
investigating the ligand effect in vertically and horizontally
extending the M25 framework (Fig. 2). It is suggested that the
biicosahedral M25 framework is robust enough to load five thiol
ligands or six chlorine ligands into the limited space at the
nanocluster waist, yielding the Au13Ag12-S or Au13Ag12-Cl,
respectively. Besides, although the bulky S-Adm ligands cannot
be included into the limited space of the M25 framework, the
further introduction of DPPM ligands triggers the self-adaption
of the M25 framework. As a result, six couples of DPPM and
S-Adm ligands are anchored onto the framework surface by
tying six Au atoms. For the assembly between two M13 icosahe-
dra, because of the pulling effect of surface Au1(DPPM)1

Fig. 1 Structural anatomy of the Au19Ag12 nanocluster. (A) The mono-icosahedral Au7Ag6 unit. (B) The biicosahedral Au13Ag12 kernel. (C) The
Au13Ag12Cl7 structure with two vertex Cl and five waist Cl ligands. (D) The Au19Ag12(S-Adm)6(DPPM)6Cl7 with four shoulder-to-shoulder Au1(DPPM)1(SR)1
and two shoulder-to-waist Au1(DPPM)1(SR)1 surface motif structures. For clarity, the benzene rings on DPPM are omitted. (E) The overall structure of
Au19Ag12(S-Adm)6(DPPM)6Cl7. (F) A pair of nanocluster enantiomers in the crystal lattice. Color labels: orange sphere, Au; light blue sphere, Ag; green
sphere, Cl; red sphere, S; magenta sphere, P; grey sphere, C; white sphere, H.
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(S-Adm)1 motif structures, the distortion degree of icosahedral
Au7Ag6 nanobuilding blocks in Au19Ag12 is higher than that in
Au13Ag12-S or Au13Ag12-Cl.

The comparison of the corresponding bond lengths is
depicted in Fig. S4 (ESI†). Specifically, the bond length dis-
tributions of these M13-assembled nanoclusters (i.e., Au13Ag12-
S, Au13Ag12-Cl, and Au19Ag12) are similar in terms of the
Au(kernel)–M(icosahedral surface), M(icosahedral surface)–
M(icosahedral surface), Ag(icosahedral surface)–Cl(vertex),
and Au(icosahedral surface)–P(shoulder) bonds (M = Au/Ag;
Fig. S4A–D, ESI†), which results from the robust assembly
between two icosahedral subunits. The Ag(icosahedral sur-
face)–Cl(waist) bond lengths of Au19Ag12 are much longer than
those of Au13Ag12-Cl, and such an elongation originates from
the more twisted assembly between two icosahedral Au7Ag6

subunits in Au19Ag12 (Fig. S4E, ESI†). The most significant
difference in bond length lies in the Ag(icosahedral surface)–
S(waist) interactions between Au19Ag12 and Au13Ag12-S
nanoclusters, where the average Ag(icosahedral surface)–
S(waist) bond length in Au19Ag12 is 2.515 Å, much longer than
that of Au13Ag12-S (2.432 Å; Fig. S4F, ESI†). Such a difference is
rational, given that the S-Adm ligand in Au19Ag12 is bulkier than
SC2H4Ph in Au13Ag12-S, resulting in extended metal–thiol inter-
actions in Au19Ag12 so that the bulky S-Adm ligands can be
installed into the limited space at the cluster waist.

Because of their different molecular configurations and
intercluster interactions, these four M13-based nanoclusters
exhibit disparate crystal packing modes (Fig. S5, ESI†). The
ligand-directed intercluster packings of these M13-based

nanoclusters were then compared. Specifically, both Au13Ag12-S
and Au13Ag12-Cl nanoclusters contain C–H� � �p and H� � �Cl inter-
actions, while there are only C–H� � �p interactions in the crystal
structure of Au13-DPPM. For the Au19Ag12 nanocluster, several
types of intercluster interactions are detected, including C–H� � �p,
H� � �Cl, and p� � �p interactions (Fig. S5, ESI†).

The optical absorptions of these icosahedron-based
nanoclusters were then compared. The CH2Cl2 solution of the
Au19Ag12 nanocluster showed three distinct absorptions at 455,
515, and 710 nm and two shoulder bands at 415 and 535 nm
(Fig. S6, ESI†). By comparison, the UV-vis spectrum of the
Au13Ag12-S nanocluster displayed three absorptions at 425,
480, and 650 nm, while those of the Au13Ag12-Cl nanocluster
were centered at 420, 510, and 645 nm. The mono-icosahedral
Au13-DPPM nanocluster exhibited an intense band at 440 nm
and a shoulder band around 800 nm (Fig. S7, ESI†). Such
differences in optical absorptions of these icosahedron-based
nanoclusters originated from their distinct electronic struc-
tures. Yuan et al. have unveiled the strong electron coupling
between substituent icosahedral units based on the mono-
icosahedral Ag13 and tetra-icosahedral Ag61 nanoclusters,
which resulted in the red-shift of their main absorptions.40 In
this work, the red-shifted absorption was also observed by
comparing the intense optical bands of bi-icosahedral
Au19Ag12, Au13Ag12-S, and Au13Ag12-Cl nanoclusters (710, 650,
and 645 nm, respectively) with the main absorption of the
mono-icosahedral Au13-DPPM nanocluster (440 nm), which
might also arise from the electron coupling between the sub-
stituent icosahedral subunits. Of note, for the Au13-DPPM

Fig. 2 Structural comparison among Au13Ag12-S, Au13Ag12-Cl, and Au19Ag12 nanoclusters with a similar biicosahedral Au13Ag12 kernel. (A) Side views of
Au13Ag12-S, Au13Ag12-Cl, and Au19Ag12 nanoclusters. (B) Top views of Au13Ag12-S, Au13Ag12-Cl, and Au19Ag12 nanoclusters. Color labels: orange sphere,
Au; light blue sphere, Ag; green sphere, Cl; red sphere, S; magenta sphere, P; grey sphere, C. For clarity, all H atoms are omitted.
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nanocluster, its 440 nm absorption was regarded as the main
absorption of the icosahedral kernel since the M13-based
absorptions (or electronic transitions) were always located in
nearby areas.56–58 In addition, owing to the complete protection
of the Au13Ag12 biicosahedral kernel by bridging Cl and surface
Au1(DPPM)1(SR)1 structures, the Au19Ag12 nanocluster was
highly stable and could maintain its composition and configu-
ration within 20 days, derived from its unchanged optical
absorptions over time (Fig. S8, ESI†).

The photoluminescent properties of these four nanoclusters
were then compared. As shown in Fig. S9, ESI† the mono-
icosahedral Au13-DPPM was non-emissive, while the other three
biicosahedral nanoclusters were emissive. Specifically, the PL
intensity of these emissive nanoclusters followed a sequence of
Au13Ag12-S 4 Au13Ag12-Cl 4 Au19Ag12. As for the emissive
wavelength, the Au19Ag12, Au13Ag12-S, and Au13Ag12-Cl nanoclus-
ters emitted at 825, 735, and 765 nm, respectively. In this context,
the emission wavelength of Au19Ag12 occurred in the NIR-I region
and exhibited a significant red-shift relative to those of Au13Ag12-S
and Au13Ag12-Cl (Fig. S9, ESI†).

3. Conclusions

In summary, the horizontal expansion of the rod-like biicosa-
hedral M25 cluster framework was accomplished, yielding an
[Au19Ag12(S-Adm)6(DPPM)6Cl7]2+ nanocluster. The structural
determination resolved two decades-long questions towards
rod-shaped multi-icosahedral nanoclusters, including (i) how
to install bidentate phosphine ligands onto the nanocluster
shoulder and (ii) how to load bulky thiol ligands into the
limited space of the nanocluster waist? A combination of the
new [Au19Ag12(S-Adm)6(DPPM)6Cl7]2+ nanocluster in this work and
previously reported [Au13Ag12(PPh3)10Cl8]2+ or [Au13Ag12(SR)5

(PPh3)10Cl2]2+ constituted a platform for mapping out the ligand
effect in vertically/horizontally expanding icosahedral M13-based
nanoclusters. Overall, this work presents the horizontal expansion
of rod-shaped nanoclusters, which broadens the research towards
the ‘‘cluster of clusters’’ and hopefully inspires more work on
constructing M13-based aggregates from vertically and horizontally
growing extensions.
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