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Spirobifluorene-BINOL-based microporous
polymer nanoreactor for efficient 1H-tetrazole
synthesis and iodine adsorption with facile charge
transfert
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Porous polymeric nanoreactors capable of multitasking are attractive and require a judicious design strat-
egy. Herein, we describe an unusual approach for the synthesis of a porous polymer SBF-BINOL-6 by
in situ formation of the BINOL entity taking substituted naphthols and spirobifluorene as co-monomers
with high yield (81%). The as-synthesized polymer exhibited nanotube and nanosphere-like morphology,
thermal endurance up to 372 °C and a BET surface area as high as 590 m? g~. The polymer endowed
efficient loading of silver nanoparticles to generate Ag@SBF6, as confirmed from X-ray photoelectron
spectroscopy and high-resolution transmission electron microscopy. Ag@SBF6 was effectively used as a
heterogeneous catalyst towards the [3 + 2] dipolar cycloaddition reaction for the synthesis of biologically
important 5-substituted 1H-tetrazoles with yields in the range of 75-99% and recyclability for at least
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interaction by the polymer offered iodine adsorption in the vapour phase with a high uptake capacity of
up to 4.0 g g% Interestingly, the iodine-loaded polymer, 1,@SBF6, demonstrated iodine-promoted
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1. Introduction

To meet the global energy crisis, nuclear power generation has
addressed a few major concerns with their zero-emission ten-
dency and high-power generation rate, which may be estimated
to further increase up to 715 GW(e) per annum within the next
25 years."? The classical uranium (>*®U) fission process leads
to the generation of several radioisotopes including *’Se, *°Tc,
%1 and "'I.> Among them, radionuclide iodine (**°I) with an
unusually long half-life (1.57 x 10” years) can pose challenges
because it is a highly flowing gas and is soluble in water.*>
Meanwhile, the other radioisotope "*'I (t,, = 8 days)® can
cause carcinogenic effects and thyroid injury to the human
body, and severe metabolic disorders to the entire aquatic
biota through their biomagnification.”® In the vapor phase,
iodine mainly exists as I, in the molecular state,’ although the
existence of both iodide and triiodide has been reported.”®
Traces of both radioisotopes of iodine were detected to a sig-
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increased conductivity (1.3 x 1075 S cm™) through facile charge transfer interactions.

nificant extent when the unfortunate Chernobyl and
Fukushima nuclear disasters took place. Hence, finding a suit-
able adsorbent for iodine vapor adsorption is of topical inter-
est. Thus far, silver-containing zeolites, clay, and activated
carbon along with metal-organic frameworks (MOFs) and
porous organic frameworks (POFs) have been employed as
potential materials for radioactive iodine capture.’'® Among
these adsorbents, porous organic polymers (POPs) are a
special class of polymer network type architecture, where the
building units are covalently tethered with each other.'”>°
Such polymers with hierarchical porosity could overcome
several shortcomings in iodine uptake, such as the selectivity,
inadequate surface area, poor availability of binding sites and
chemical stability, above all.*** Geng et al. have illustrated
the utility of biimidazole-based POPs with an exceptionally
high iodine uptake capacity of up to 9.43 g ¢~* in the vapor
phase.”® Wang et al. have reported the synthesis of a nitrogen
and sulfur-rich POP with an iodine uptake of up to 2.86 g g™*
in the volatile state.** Recently, we have reported on amide-
containing porous polymers exhibiting an iodine vapor uptake
capacity of 3.53 g g~*, which again emphasizes the crucial role
played by the heteroatoms to trigger iodine adsorption.>”
When considering the structural aspects of porous poly-
mers, the spirobifluorene skeleton has certain unique features,
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such as its possession of a distinctive spiro-linkage connecting
two orthogonal fluorene units. Commonly, spiro compounds
often exhibit interesting steric and electronic properties due to
the tetrahedral sp® carbon centre providing a non-coplanar
arrangement of the connected rings.?®>” Thus, a 90° knot can
be incorporated into each repeating unit of the polymers made
from such a precursor, preventing the packing of rigid
polymer chains and generating a sizable, easily accessible free
area. Often, POPs adorned with spirobifluorene units are more
thermally robust than polymers with fluorene monomeric
units.*®

On the other hand, the inherent axial chirality in combi-
nation with anchoring -OH functionalities enable BINOL
derivative-based insoluble microporous polymers to find wide
applications in heterogeneous catalysis for various organic
transformations. The Lin group illustrated the synthesis and
employment of BINOL-based chiral crosslinked polymers
loaded with a Ti active metal catalyst for Et,Zn addition to sub-
stituted benzaldehydes.”® In 2017, the Zhang group demon-
strated the generation of self-supported BINOL-based porous
carbazolic frameworks with improved catalytic activity explor-
ing Ullmann C-N coupling chemistry, and applied the same
approach in the asymmetric hydrogenation of 2-phenyl quino-
line and 3-phenyl benzoxazine.*®

In discussing the synthesis of multiple value-added
N-heterocycles, it should be noted that tetrazoles belong to a
class of popular intermediates prepared via [3 + 2] dipolar
cycloaddition from benzonitrile.***" They are common syn-
thetic blocks for antifungal agents and other pharmaceuti-
cals.** They have gained wide attention owing to their isosteric
properties with carboxylic acids and their use in explosives, as
well as various nitrogen-bearing aromatic heterocyclic com-
pounds such as imidoylazides.*>® 5-Substituted 1H-tetrazoles
have been previously prepared from isocyanides and hydrazoic
acid, or cyclization between the ester of ortho-carboxylic acid
and sodium azide, along with the salts of primary amines.** ¢
Various other methods involving Lewis acid catalysts, e.g., In
(OTf);, AgNO;, Fe(OAc), and natrolite zeolite, were reported in
the literature.’” *® However, most of these processes lack long-
term stability and recoverability of the catalyst, while compro-
mising the catalytic efficiency in some cases as well.

Metallic nanoparticles are often endowed with potential
applications owing to their exalted surface/volume ratio, which
may result in higher accessibility of active sites.*!
Unfortunately, there are drawbacks associated with their use,
which may occur owing to their poor thermodynamic stability,
i.e., high surface energy."' For this purpose, the choice of a
potential capping ligand is supposed to play a pivotal role in
imparting stability to the entire system via electron-donating
immobilization.”®> However, the lack of a proper support may
have consequences of metal nanoparticle aggregation and the
formation of a bulk mass with dropped recyclability and cata-
lytic activity. In order to alleviate such possibilities, hetero-
geneous catalysis within nanoreactors could find efficacious
support to simultaneously achieve persistent activity and
improved reusability.*®
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Silver nanoparticles (AgNPs) have attracted great interest
owing to their improved physicochemical and biological pro-
perties, as compared to their macroscale counterparts.*! Their
tendency towards oxidation is less as compared to the main
group transition elements. Thus, the stability is much more
pronounced, displaying higher surface reactivity in the long-
run. AgNPs can be generated biologically, physically or by
chemical methods.*>*® Among them, the nanoparticle immo-
bilization within the solid support turns out to be potentially
useful to inhibit their tendency towards agglomeration. Hence,
extensive efforts were made towards stabilizing AgNPs for
various reactions, such as the reduction of nitrophenols or
catalytic fixation of CO, with propargyl alcohols.*” However,
the synthesis of 1H-tetrazoles has been scarcely reported with
AgNPs supported in the organic host.

Herein, a synthetic strategy was delineated involving the
generation of a BINOL-based porous polymer with a spirobi-
fluorene core, where the BINOL formation was achieved in situ
during the final polymerization step. Interestingly, this
polymer acted as an excellent host in nanoscale towards the
loading of AgNPs via the reduction of silver nitrate. The as-syn-
thesized Ag@SBF6 could act as a nanocatalyst towards the syn-
thesis of value-added N-heterocycles, i.e., 5-substituted-1H-tet-
razoles with good to excellent yields. Additionally, a superior
host-guest interaction offered by the polymer led to the high
uptake of iodine from the vapor phase. Thereafter, the iodine-
loaded POP was demonstrated to have increased conductivity
upto 1.3 x 10~* S em ™" via facile charge transfer.

2. Results and discussion

The spirobifluorene-based porous polymer SBF-BINOL-6 was
synthesized via FeCl;-mediated oxidative coupling polymeriz-
ation from a naphthol-containing monomer. For this purpose,
borylation of the commercially available 6-bromo-2-naphthol
was achieved first with 96% yield following our previous
report,” and then Suzuki-Miyaura -cross-coupling with
2,2',7,7'-tetrabromospirobifluorene produced the monomer 1
(68% yield) (Scheme 1 and Scheme S1, ESIf). The chemical
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Scheme 1 Synthesis route to spirobifluorene and BINOL-containing
polymer SBF-BINOL-6 and the AgNPs-loaded polymer Ag@SBF6.
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Fig. 1 (a) 13C CP/MAS NMR spectrum, (b) FT-IR spectra along with monomer 1, (c) SEM image, (d) TEM image, (e) PXRD pattern, (f) TGA profile, (g)
N, adsorption isotherm at 77 K, and (h) pore size distribution of SBF-BINOL-6.

structure of monomer 1 was confirmed with 'H, *C NMR,
FT-IR and mass spectra (Fig. 1b and Fig. S1, S2, ESIf). The
FeCl;-mediated oxidative coupling polymerization afforded
SBF-BINOL-6 with 81% yield (Scheme S2, ESIT).

Key structural features were obtained for SBF-BINOL-6
using solid state '*C CP/MAS NMR and FT-IR spectroscopy.
Solid-state NMR showed the peaks at 113-116 ppm,
123-129 ppm and 152 ppm, corresponding to aryl carbons
rising from the BINOL skeleton within the network, while the
spirobifluorene carbons were located at 141, 123-129 and
67 ppm (Fig. 1a).">*® FT-IR spectra of the polymer highlighted
the O-H stretching peak at 3425 cm™, 1559 cm™"' for -C=C
and 1284 cm™"' for -C-C stretching, which matches well with
that of monomer 1, ascertaining the presence of the monomer
within the polymer skeleton, ie., effective polymerization via
FeClz;-mediated oxidative coupling (Fig. 1b).

Scanning electron microscope (SEM) images of
SBF-BINOL-6 highlighted the presence of aggregated particles,
along with hollow rod and solid sphere-like morphological
traits (Fig. 1c). Meanwhile, the transmission electron micro-
graph (TEM) study showed an aggregate of arranged particles
having a spherical shape (Fig. 1d). Energy-dispersive X-ray
(EDAX) absorption patterns disclosed the absence of Fe in
these polymers, indicating that the FeCl; catalyst residues were
completely eliminated after rigorous stirring with HCI (Fig. S3,
ESIt). Powder X-ray diffraction (PXRD) patterns of POP
revealed the amorphous nature originating from random poly-
merisation, i.e., rapid cross-linking (Fig. 1e). The existence of a
broad hump near 25° may be attributed to n-rn stacking
between the aromatic linkers.*® Thermogravimetric analysis
(TGA) indicated the thermal stability of SBF-BINOL-6 up to
372 °C with a weight loss of 5%, i.e., ability to work under
harsh environments (Fig. 1f).

This journal is © The Royal Society of Chemistry 2024

The porosity of the as-synthesized polymer was inspected
with the N, adsorption-desorption isotherm at 77 K.
SBF-BINOL-6 exhibited a sharp increase in N, uptake at the low
pressure region (P/P, ~ 0.1), which is attributed to a large excess
of micropores present having an ink-bottle like topology
(Fig. 1g). A large hysteresis loop with H2-type pattern from P/P,
~ 0.5-0.8 could result from the rigidity imparted by spirobi-
fluorene, as well as the binaphthalene backbone of the network,
affecting the reversibility of the physisorption process. The non-
localised density functional theory (NLDFT) method-assisted
pore size distribution showed the maxima located at 1.4 nm
and 2.5 nm, depicting the presence of both micro- and meso-
pores within the network, confirming the hierarchical porosity
of this POP (Fig. 1h). SBF-BINOL-6 offered a moderately high
BET surface area of 590 m”> g~'. Interestingly, the micropore
surface area was found to be 265 m” g~!, which confirmed that
nearly 50% of the total pores were covered by micropores. The
total pore volume was ~0.34 cm® g™,

BINOL-based porous polymers are well-documented for
their chelating property towards different metal ions, and thus
provide stability to them for effective utilisation in a hetero-
geneous catalyst. In our case, the in situ generation of AgNPs
was performed by the NaBH,-mediated reduction of AgNO;,
keeping SBF-BINOL-6 as the host (¢f Experimental section,
ESIY}). For AgNPs loading, 10 mg of SBF-BINOL-6 was dispersed
in 10 mL of a water: methanol mixture (1:1), followed by
adding 3 mL of 10 mM aqueous solution of AgNO3;, along with
5 mL of 10 mM methanolic solution of NaBH, to perform the
reduction.’® The resulting polymer was characterised by FT-IR
spectroscopy to check the structural integrity of the polymer. A
small blue shift of 15-20 cm™" in the O-H stretching and C=C
stretching frequencies were observed, indicating the partici-
pation of these units in AgNPs stabilisation (Fig. S4, ESI{)."”

Nanoscale, 2024, 16, 11999-12006 | 12001
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The thermal analysis indicated thermal stability up to 272 °C
for the AgNPs-incorporated polymer, which could be beneficial
for its operation under high-temperature reaction conditions
(Fig. S5, ESIT). The AgNP-loaded polymer, namely Ag@SBF6,
was characterized with SEM, showing an aggregate of small
particles over the surface of the POP (Fig. 2a). The EDAX
pattern highlighted the presence of Ag with uniform distri-
bution over the POP matrix (Fig. 2b-d). Further insight into
the nanoparticle distribution over the polymer host was
unveiled with TEM, highlighting the uniform presence of the
nanoparticles without any agglomeration over the polymer
(Fig. 2e). To our delight, the crystalline fringes were also
spotted on the micrograph with a crystallite size of 0.98 nm
(Fig. 2f). Furthermore, the silver atomic interlayers were identi-
fied using the selected area electron diffraction (SAED) pattern
with a spacing of 8.76 nm (Fig. 2g). The particle size distri-
bution histogram exhibited a narrow distribution for the
average particle size of 23 nm (Fig. 2h). The BET surface area
was drastically reduced upon successful incorporation of
AgNPs, which is in accordance with that of previous reports.*'
The BET surface area was 262 m”> g~ ' (Fig. 3a), along with a
pore size distribution mainly concentrated at the microporous
region (1.1-1.4 nm) (Fig. 3b). This fact, in other words, con-
firmed that the AgNPs occupied the mesoporous channels to
facilitate catalytic mass transfer.

The oxidation state of Ag in the as-prepared Ag@SBF6 was
deduced using X-ray photoelectron spectroscopy (XPS) studies,
which showed peaks at 368.4 eV (3ds,) and 374.4 eV (3d3p)
corresponding to Ag(0), thus confirming the complete conver-
sion of Ag(i) to Ag(0) during the NaBH,-mediated reduction
(Fig. 3c).>**> The C 1s deconvoluted spectrum showed both
binding energies corresponding to C=C at 282.9 eV and C-C
at 284.1 eV, and for O 1s at 531.9 eV standing for the spirobi-
fluorene moiety and the BINOL -OH moiety, respectively
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Nanoscale

210 owe| i Fo-pore size disrbuton
K- #1.2nm
G 80 4
L 0.018
o —_—
= 60 i -Adsorption “>'.0012
B Desorption| -
£ o
= » Sger = 226 m?/g 0.006

0 0.000

00 02 04 06 08 1.0 P T 3 T " T
Relative Pressure (P/P;) Pore width (nm)

c) d)

Ag 3d 3dy, g 36840V —— Ag@SBF6

(11)

374.4eV

(200)

Intensity (a.u.)

(220) (311)

Intensity (a.u.)

378 376 374 372 370 368 366 364
Binding Energy (eV)

20

40 60 80
Angle ()

Fig. 3 (a) BET adsorption isotherm, (b) NLDFT-based pore size distri-
bution curve, (c) Ag deconvoluted XPS and (d) PXRD pattern for
Ag@SBF6.

(Fig. S6, ESIt). The PXRD profile evidenced the retention of
the hump-like peak near 25° and the rise of sharp peaks at
380, 45°, 64°, 78°, and 81°. This broad hump at 25° may have
stemmed from the amorphous nature of SBF-BINOL-6, as
observed in the native polymer, and the sharp peaks appeared
owing to the presence of (111), (200), (220), (311) and (222)
crystal planes of AgNPs, indicating that the fcc array of silver
was unaltered within the nanocatalyst (Fig. 3d).>*** The pres-
ence of Ag nanoparticles was further validated with the UV-vis
diffused reflectance spectrum (DRS) of Ag@SBF6, unraveling a
small shoulder peak at 450 nm corresponding to the surface
plasmon resonance signal of Ag(0) (Fig. S7, ESIf). The

15 20 25
Particle Size (nm)

Fig. 2 (a) SEM image of Ag@SBF6. Elemental mapping images of Ag@SBF6 showing (b) carbon; (c) oxygen; and (d) silver. (€) TEM micrograph,
(f) crystalline fringes, and (g) SAED pattern of Ag@SBF6 from HRTEM. (h) Particle size distribution profile of Ag@SBF6 obtained from TEM.
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weight% of silver loading within the polymer was analyzed
with the help of TGA under air. The data revealed 18.12%
silver loading within the porous polymer after nanoparticle
loading (Fig. S8, ESIT).**

The AgNPs-loaded catalyst was tested for synthesizing tetra-
zoles via click reaction (¢f Experimental section, ESIt). The
catalytic properties of the as-synthesized Ag@SBF6 were first
tested for the synthesis of 1H-tetrazole utilizing the principle
of [3 + 2] dipolar cycloaddition chemistry. Benzonitrile and
sodium azide were taken as the model substrate for perform-
ing the reaction (Table 1). Several solvents were screened to
maximise the yield of the product (Table S1, ESIt). Thereafter,
the nonpolar solvents were eliminated due to much less con-
version to the products (10-25%). Unfortunately, the product
formation was also much less when water was tested as a
green solvent. In contrast, the polar protic solvents showed
much better yield, where dimethyl sulfoxide (DMSO) and di-
methylformamide (DMF) furnished the tetrazole with 60% and
nearly quantitative yield, respectively. Therefore, DMF was
chosen for further catalysis reactions. The scope of the catalyst
in the click reaction was expanded with various substrates and
optimized reaction conditions.

Optimization of the substrate scope revealed that upon
increasing the nature of the electron-withdrawing group in the
para position of the substrate, the % yield of the product
increased. For p-methoxy benzonitrile, 78% yield was
obtained. Meanwhile, for p-hydroxy benzonitrile, 92% yield
was achieved (Table 1). To evaluate the mechanistic path,
control studies were performed with the host polymer
SBF-BINOL-6 as the catalyst, yielding only a trace amount of
tetrazole, which further indicated the crucial role of AgNPs
loaded on the polymer matrix as the active heterogeneous cata-
lyst. This trend is consistent with the mechanism of the [3 + 2]
dipolar cycloaddition reaction, which is initiated with the acti-
vation of -CN from benzonitrile with the Ag(0) species
immobilized on SBF-BINOL-6 via coordinate bond formation
with the -CN nitrogen atom from the benzonitrile moiety, fol-
lowed by nucleophilic attack by the azide, and lastly annula-
tion furnishing 1H-tetrazoles (Scheme 2). It can be considered

Table 1 Substrate scope for the synthesis of 1H-tetrazoles with the
Ag@SBF6 catalyst

H
Ag@SBF6 -N,

NC—@ + NaN; _Ag@SBré _ N ,)—@
DMF, 120 °C N~y

Yield: 99%

H H N
- NE N~
W />—©—OH " />—@—8Me i />—©—0Me
N Ny NN
12 h, 92% 24 h, 75% 24h,78%
H H H
-N
N N" Nig
o &—@—Br ) />—©—CHO " ,)—<i>—mo2
L N~ N~y
12 h, 99% 8 h, 99% 8 h, 96%
Reaction conditions: benzonitrile (1 mmol), NaN; (1.5 mmol), DMF

(3 mL) and catalyst, Ag@SBF6 (5 mg). Yields are reported for isolated
products.
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Scheme 2 Plausible mechanism for the synthesis of 1H-tetrazole.

that the presence of the electron-donating group at the p-posi-
tion of the aromatic ring resulted in a significant drop in the
electron affinity of the nitrile carbon, which further inhibited
the nucleophilic attack of azide, and thus affected the product
yield. The activation of -CN was further testified with DFT-
based calculations of natural bond orbital (NBO) charges for
each atom. The results indicated an increase in the partially
positive charge (§") over the -CN carbon atom when the term-
inal N atom is bonded with the Ag(0) species (Fig. S9, ESIY).
This observation supported the lower reaction time observed
for the benzonitriles with the electron-withdrawing substituent
compared to that of the electron-donating ones.

The hot filtration test was performed to test the metal nano-
particle leaching within the solution during the catalytic cycle.
The heterogeneous catalyst was filtered using a pre-heated
Celite pad after 2 h from starting the reaction, and then the fil-
trate was allowed to react further. After the stipulated time, no
further conversion took place and only 29% product was
formed. This observation eliminated the possibility of metal
nanoparticles leaching within the reaction media. These
results were aligned with the durability of our as-developed
nanoreactor, where the strong host-guest interaction facili-
tated the superior catalytic activity.

For practical catalytic applications, the regeneration and
reuse of a heterogeneous catalyst is of paramount importance.
Once the reaction was over, the catalyst was separated via
simple gravity filtration method. After washing several times
with methanol and acetone, it was put through the next cycle.
Strikingly, it could offer a recyclability of up to seven runs
without considerably losing its catalytic efficiency (Fig. S10,
ESI}). The catalyst was checked with FESEM and EDAX, which
confirmed the morphological integrity after recycling (Fig. S11,
ESIf). To our delight, our as-synthesized Ag@SBF6 showed
improved recyclability with comparable catalytic efficiency
with low catalyst loading to that of the previous reports with
bare AgNPs as the catalyst for similar reactions.*® This could
presumably result either from the agglomeration in the case of

Nanoscale, 2024, 16, 1999-12006 | 12003
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AgNPs in the absence of any solid support, or the tendency of
metal leaching within the reaction mixture in the absence of
any capping ligand or stabilizing system.

Inspired by the fact that, silver-loaded species often exhibit
high binding affinity towards iodine, Ag@SBF6 was utilised as
an adsorbent for iodine in the vapor phase. For iodine uptake,
a pre-weighed polymer adsorbent was kept at 75 °C in the pres-
ence of iodine vapor under ambient pressure (¢f. Experimental
section, ESIT).*"> The iodine uptake in the vapor phase was
monitored through gravimetric analysis by measuring the
weight of the polymer after different time intervals with the
change in the appearance of the polymer from a yellowish to
brown-black color. The uptake capacity was calculated with the
following formula:

Q = [(my — my)/my] x 100 wt%

where Q is the iodine uptake capacity, and m, and m, are the
mass of the POP samples before and after iodine capture,
respectively. Interestingly, the AgNPs-loaded POP showed an
adsorption capacity of 2.13 g g (Fig. 4). For a comparison,
under similar conditions, when SBF-BINOL-6 was utilised as
an adsorbent for iodine in the vapor phase, the uptake
capacity surprisingly reached its maxima at 4.0 g g~ " within
10 hours. This indicated a poor availability of binding sites
towards iodine after AgNPs loading. Moreover, the heteroatom-
rich pores, i.e., the adsorbents containing -OH rich functional
groups and aromatic backbone, were demonstrated to be a
potential adsorbent towards iodine uptake for the Lewis acidic
nature of iodine. This cites the first example of a BINOL-based
POP as an efficacious platform for iodine uptake from the
vapor phase. The amount of iodine loaded within the native
polymer SBF-BINOL-6 was further investigated with TGA under
an argon atmosphere, which clearly displayed 39 wt%
additional loss in the presence of sorbed iodine for 9.012 mg
of polymer. Thus, the total iodine loaded within the iodine
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Fig. 4 lodine vapor uptake with time for (a) SBF-BINOL-6; (b)
Ag@SBF6. (c) Deconvoluted XPS spectra for iodine in 1,@SBF6. (d) The
Nyquist plot for SBF-BINOL-6 and 1,@SBF6 (inset).
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loaded polymer (I,@SBF6) was found to be 351 wt%, as
obtained from the thermal analysis (Fig. S12, ESI}).

The iodine-loaded POP, I, @SBF6, was characterised with UV-
vis-NIR diffused reflectance spectra (DRS), XPS, EDX, PXRD,
EPR and Raman spectroscopy. The presence of iodine was con-
firmed from the elemental mapping highlighting the uniform
distribution of iodine over the POP (Fig. S13, ESI{). The solid-
state diffused reflectance spectra of the bare polymer along with
L@SBF6 were monitored to see the change in the absorption
properties. The absorption was significantly red-shifted, con-
firming the successful iodine loading within the polymer
(Fig. S14, ESIf). On the other hand, the PXRD profile did not
indicate any distinct change even after iodine incorporation,
which indicated no such alteration in structure of the parent
POP (Fig. S15, ESIT). The XPS profile guided us to confirm the
oxidation state of the iodine bound to the polymer matrix. The
peaks at 615.9 and 629.1 eV correspond to molecular I,, and the
peaks at 619.1 and 630.5 eV correspond to I;~ and polyiodide
ions (Fig. 4c). The Raman spectra of L, @SBF6 featured clear
peaks at 109 and 168 cm ™", indicating the distinct charge trans-
fer that resulted in the formation of I;~ and polyiodide ions
along with I,, which was not evident in the host polymer
SBF-BINOL-6 (Fig. S16, ESIT).>® The Raman spectra also closely
resembled the Raman band of I, in the solid/gas state, which is
located near 180 cm™" and possesses Ay/A;; symmetry, indicat-
ing the presence of I, in the molecular state as well.>” A strong
red shift of 18 cm™" was observed compared to the conventional
I;~ band (150 cm™"). This was presumably due to the strong
interaction with the polymer host.>® Similarly, the EPR pattern
confirmed the existence of host-guest charge transfer from the
polymer to iodine upon exposure to iodine vapor, displaying a
single Lorentzian line for I,@SBF6, while solid iodine was
found to be EPR-silent (Fig. S17, ESI{).>® The charge transfer
phenomena corroborated well with the theoretical calculations.
The electrostatic potential surface mapping between our BINOL
model unit and molecular iodine clarified that the electrostatic
attractive force could be a guiding factor towards imparting a
stabilization energy of 34.5 kcal mol™" (Fig. S18, ESIf). The
binding energy data helped us pave the path towards a plausible
interaction site for iodine, which was BINOL in our case. The
electronic distribution for HOMO, LUMO, LUMO+1 and
LUMO+2 was modelled with the help of density functional
theory-based study. The electron density at different energy
levels indicated the propensity of charge transfer complex for-
mation between iodine and BINOL model unit (Fig. S19, ESIY).
Instead of iodine, when triiodide was taken as the model guest
molecule, the charge separation was more prominent in the
host-guest inclusion complex (Fig. S20, ESIf).

Results obtained from the EPR and XPS profile, along with
theoretical calculations, suggested the possibility of a charge
transfer complex formation between our polymer host and
iodine. To gain deeper insight, the iodine-loaded POP was put
through the electrochemical tests to inspect the effect of
iodine or triiodide binding on the host network. In this
regard, the electrochemical impedance spectra (EIS) of the
polymer SBF-BINOL-6 denoted a significant drop in charge-
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transfer resistance after the loading of iodine vapor within the
polymer. Interestingly, the charge transfer resistance value was
similar under both illuminated and dark condition, which
attested that the chances of photogenerated conductivity, i.e.,
charge carrier migration could have minimal contribution
towards the overall EIS response (Fig. S21, ESIt). These experi-
mental facts suggest an efficient host-guest charge transfer
upon the loading of iodine within the spirobifluorene-based
porous polymer, which further elevated their conductivity
through dropping the R, by 100-fold (Fig. 4d).>® The profound
reason could be the presence of triiodide or polyiodide ions
adhered to the surface, leading to the remarkably increased
charge transfer-mediated conductivity (1.3 x 107> S em™") of
the polymer (c¢f Experimental section, ESIT).

The iodine-loaded polymer was washed with ethanol and
filtered for regeneration of the adsorbent. The recovered
polymer was successfully reused up to four successive runs
without significantly affecting their maximum uptake capacity
(Fig. S22, ESIt). Their morphological and structural features
were tested with FESEM and PXRD, which matched well with
that of the fresh polymer SBF-BINOL-6 (Fig. S23, ESIY).

3. Conclusions

For the first time, we have furnished the hypercrosslinked
polymer bearing spirobifluorene as well as BINOL via in situ
formation of the BINOL entity. The polymer exhibited hier-
archically porous channels stemming from spirobifluorene
along with naphthoic-OH rich pores, which may endow
superior stability for the Ag nanoparticles. Thus, AgNPs-loaded
SBF-BINOL-6 was employed towards the production of 5-substi-
tuted-1H-tetrazoles by [3 + 2] dipolar cycloaddition reaction
with a yield up to 99% over a broad range of substrates. The
catalyst could be recycled at least seven runs without consider-
ably losing the catalytic performance. The polymer was further
applied towards iodine capture from the vapor state (4.0 g g™ ).
Although, the AgNPs-loaded polymer could not facilitate
higher iodine uptake (2.1 g g~"), presumably stemming from
the pore blocking effect of AgNPs. Our theoretical study
brought insight into the plausible charge transfer, which was
supported by Raman, EPR and XPS spectral data. The iodine-
loaded polymer exhibited remarkably increased conductivity
(1.3 x 10® S ecm™") as compared to the parent POP,
SBF-BINOL-6. The conductivity experiments with EIS pattern
depicted facile charge transfer with 100-fold drop in the R
value. Therefore, these studies demonstrate that the BINOL-
based POP containing a superior spirobifluorene moiety holds
tremendous potential towards their multifaceted applications
in heterogeneous catalysis and environmental remediation.
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