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Engendering electrical conductivity in high-porosity metal–organic frameworks (MOFs) promises to unlock

the full potential of MOFs for electrical energy storage, electrocatalysis, or integration of MOFs with

conventional electronic materials. Here we report that a porous zirconium-node-containing MOF, NU-

901, can be rendered electronically conductive by physically encapsulating C60, an excellent electron

acceptor, within a fraction (ca. 60%) of the diamond-shaped cavities of the MOF. The cavities are defined

by node-connected tetra-phenyl-carboxylated pyrene linkers, i.e. species that are excellent electron

donors. The bulk electrical conductivity of the MOF is shown to increase from immeasurably low to

10�3 S cm�1, following fullerene incorporation. The observed conductivity originates from electron

donor–acceptor interactions, i.e. charge-transfer interactions – a conclusion that is supported by density

functional theory calculations and by the observation of a charge-transfer-derived band in the electronic

absorption spectrum of the hybrid material. Notably, the conductive version of the MOF retains

substantial nanoscale porosity and continues to display a sizable internal surface area, suggesting

potential future applications that capitalize on the ability of the material to sorb molecular species.
Introduction

Metal–organic frameworks (MOFs) are a large and growing class
of porous, or potentially porous, materials. They are character-
ized by well-ordered (i.e., crystalline) combinations of multi-
topic organic ligands connected by coordination bonds to one
or more metal ions, or metal-ion-containing clusters.1–4 The
enormous potential and experimentally realized compositional
variety of MOFs,5–8 together with their typically large internal
surface areas and their molecular-scale voids, has inspired
exploration of myriad candidate applications including, but not
limited to, gas storage and release,9,10 chemical separations,11,12

chemical sensing,13 catalysis,14–17 energy transfer,18–20 drug
delivery,21 and solar fuel production.22–24 Electrically conductive
MOFs, while few in absolute number, constitute an intriguing
and increasingly important sub-class of materials, especially in
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view of the insulating character (conductivity <10�10 S cm�1) of
most MOFs. The insulating versions typically make use of redox-
resistant d(0) or d(10) metal ions that are energetically poorly
matched or otherwise ineffective at interacting with linker-
based p–p* systems. Thus, nodes may behave as local insula-
tors between otherwise potentially conductive arrays of linkers
(and/or vice versa).

Nevertheless, the demonstrated feasibility of deploying
electrically conductive MOFs in eld-effect transistors (FETs),25

chemiresistive sensors,26 electrochromic devices,27,28 super-
capacitors29,30 and batteries,31 has motivated the search for
suitably conductive MOFs. The common design rule is to
provide a low energy pathway for charge transport, and reported
strategies include: (a) p stacking of conjugated organic
ligands,32 (b) formulation of MOFs as laterally conjugated 2D
coordination compounds,33 (c) templating the growth of
conductive polymers within suitably large MOF channels,34,35 (d)
intentionally matching energies of frontier orbitals of metal-ion
nodes and organic linkers,36 (e) post-synthetic modication or
augmentation of MOF nodes, either with metals featuring
partially lled d-shells32 or with redox couples such as ferroce-
nium/ferrocene,37 to yield redox-hopping-type conductivity, and
(f) electrochemically oxidizing or reducing the linkers of
solution-immersed MOFs, again to enable redox-hopping-type
conduction.38,39

The availability of free space within MOFs suggests another
route to eliciting electrical conductivity, namely, the incorporation
Chem. Sci., 2018, 9, 4477–4482 | 4477
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of guest molecules (electron acceptors or donors) that are
complementary, in a charge-transfer sense, to MOF nodes or
linkers.40,41 The approach has clear parallels, for example, to the
formation of conductive, organic charge-transfer salts by
combining (co-crystallizing) a strong electron donor (D), such as
tetrathiafulvalene (TTF), with a strong electron acceptor (A) such
as tetracyanoquinodimethane (TCNQ). Generally, in order to
effectively transport charges, long-range ordering of donor and
acceptor components is necessary. MOFs, with their inherent
crystallinity and their ability to encapsulate guest molecules, offer
platforms for achieving the desired long-range ordering of elec-
tronically complementary species. In a groundbreaking study,
Talin et al. demonstrated that inltration of the microporous
MOF Cu3(btc)2 (also known as HKUST-1; btc ¼ 1,3,5-benzene-
tricarboxylate) with TCNQboosts theMOF's electrical conductivity
by a remarkable six orders of magnitude (i.e., from 10�8 S cm�1 to
0.07 S cm�1).42 The basis for increase is the ligation of open Cu(II)
sites by TCNQ nitrile groups such that a continuous charge-
transfer pathway is formed (each TCNQ is thought to connect to
four copper ions, with the overall Cu(II)trimesate unit functioning
as an electron donor, and TCNQ as an acceptor).43 Among other
D–A pairs incorporated within MOFs to study charge transfer are:
(a) TTF/naphthalenetetracarboxydiimide (NDI),44,45 (b) oligothio-
phene/[6,6]-phenyl-C61-butyric acid methyl ester (PCBM),44,46 and
(c) N,N0-bis(4-pyridyl)-2,6-dipyrrolidyl napthalenediimide/methyl-
viologen.47 However, only in case (c) has bulk electrical conduc-
tivity been investigated (with a 35-fold increase in conductivity
accompanying viologen incorporation).

Among the challenges in using guest inltrated MOFs for
device applications are: (a) limited stability of the MOF, as most
of the MOFs evaluated to date feature comparatively weakly
ligating nodes containing Zn(II), Cu(II) or Ni(II), and (b)
substantial loss of porosity upon guest inclusion. For example,
aer TCNQ inltration, the BET surface area of HKUST-1
decreases from 1844 � 4 m2 g�1 to 214 � 0.5 m2 g�1. Hence it
is of particular interest to design stable and porous electrically
conductive MOFs. Stability can be dened in many ways. For
oxidative heterogeneous catalysis of gas phase reactions,
thermal stability is typically paramount, while for solution-
phase electrocatalysis processes such as water splitting,
aqueous stability may be paramount.

These stability considerations are well satised by MOFs
featuring Zr(IV)-oxygen(anion) coordination as the basis for
node and linker connectivity.48–51 With this in mind, we settled
on a high-surface-area MOF, NU-901,28,52 as a guest-accessible,
electron-donating scaffold, and the iconic electron acceptor,
buckminsterfullerene (C60) as the complementary component
for studies of MOF electrical conductivity. Notably, there are
previous reports on C60 incorporation within theMOF channels,
the earliest being a report from Chae et al.53 To our knowledge,
however, this is the rst report of host–guest interaction to
induce electrical conductivity in an otherwise insulating zirco-
nium based MOF.

NU-901 consists of Zr6(m3-O)4(m3-OH)4(H2O)4(OH)4 nodes
and tetratopic 1,3,6,8-tetrakis(p-benzoate)pyrene (TBAPy4�)
linkers. We hypothesized that NU-901 would be an attractive
candidate for encapsulation of C60 and electronic activation due
4478 | Chem. Sci., 2018, 9, 4477–4482
to: (a) the availability of diamond-shaped channels that can
withstand removal of synthesis solvent and that are reasonably
well size-matched to C60 (van der waals diameter �7 Å), (b) the
modest onset potential for electrochemical oxidation of NU-
901,28 which suggests that its linkers may be strong enough
donors to form charge-transfer complexes with easily reducible
fullerenes, and (c) the arrangement of the diamond-shaped
voids, as dened by the scu topology of the MOF, which
should allow for a spatially continuous network of charge-
transfer type interactions (and, therefore, electrical conduc-
tivity) in the a-b plane.

Results and discussion

NU-901 was synthesized by a slightly modied literature
procedure.52 Inltration with C60 was performed by soaking
a microcrystalline powder sample of activated (i.e., solvent-
evacuated and fully porous) NU-901 in a saturated o-dichloro-
benzene solution of C60 for four days at 60 �C. The powder X-ray
diffraction (PXRD) pattern of NU-901-C60 matches well with
the experimentally obtained and computationally simulated
patterns for pure NU-901, implying that guest uptake does not
alter the material's crystallinity (Fig. 2a). Preservation of
microcrystal morphology was conrmed by comparing scan-
ning electron microscopy images of NU-901 and NU-901-C60

(Fig. S1†). The presence of fullerene in NU-901-C60 was probed
by Raman spectroscopy, based on 785 nm excitation (Fig. 2d).
The scattering spectrum of NU-901-C60 displays peaks attrib-
utable to both the MOF and the fullerene, including the Ag(1)
vibration of C60 at 492 cm�1. Consistent with interactions with
the fullerene, the vibrational peaks for NU-901 are slightly
shied in NU-901-C60.

The porosity of both NU-901 and NU-901-C60 was conrmed
by nitrogen adsorption–desorption measurements (Fig. 2b).
Both display approximately type I isotherms, albeit with slight
hysteresis presumably arising from inter-crystallite macro-
porosity. Brunauer–Emmett–Teller (BET) analyses of the
isotherms return gravimetric surface areas of 2120 m2 g�1 for
guest-free NU-901 and 1550 m2 g�1 for NU-901-C60. DFT pore-
size distribution analyses of the isotherms reveal a large peak
centered at 12 Å, together with a small peak at 27 Å. The former
is consistent with the crystallographically observed diamond-
shaped pores of NU-901. The latter we speculatively attribute
to pores associated with defects.

Aer installation of C60, the incremental pore volume cor-
responding to the diamond shaped channels decreased from
0.54 cm3 g�1 to 0.38 cm3 g�1, whereas the pore volume remains
unchanged for pores generated by defect sites, suggesting
fullerenes primarily reside within the diamond channels of the
MOF (Fig. 2c). From the decrease in gravimetric pore volume,
we estimate that the fullerene incorporation to be�0.6 per node
(�0.6 per linker-dened diamond void). Notably, DFT calcula-
tions (geometry optimized) show siting in diamond pores is
overwhelmingly energetically favored (by 0.8 eV) compared to
siting in the smaller pores dened by pairs of nodes along the c
axis (Fig. S8b†). The representations in the bottom of Fig. 1 are
derived from the DFT geometry.54
This journal is © The Royal Society of Chemistry 2018
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Fig. 1 Immobilization of C60 within diamond shaped channels of NU-
901. The chemical structures of the individual components of NU-901
are shown. The diameter of C60 (�7 Å) is well suited for encapsulation
in NU-901with pore aperture of 12 Å. The top view and side view of the
composite NU-901-C60 are shown. The top and side views are DFT-
optimized structures in the limit of full occupancy of the diamond
pores by the fullerene guest, i.e. 1 : 1 occupancy.
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C60 encapsulation by NU-901 is accompanied by a change in
color of the MOF from bright yellow to light brown. The visible
color change is observable in corresponding diffuse reectance
UV-visible absorption spectra (Fig. S2a†). Guest-free NU-901
shows a broad absorption band beginning at 490 nm (2.53 eV)
and maximizing in the UV, with no absorption beyond 490 nm.
The spectrum of NU-901-C60 likewise displays the UV-blue
band, but also presents a broad band extending from 500 nm
to 700 nm (�1.77 eV). We attribute the new band to a donor/
Fig. 2 (a) PXRD pattern of simulated NU-901, experimental NU-901,
and experimental NU-901-C60, (b) N2 adsorption–desorption
isotherms (77 K) (NU-901 and NU-901-C60), (c) density functional
theory (DFT) pore size distribution (NU-901-C60 and NU-901) and, (d)
Raman spectra (NU-901, NU-901-C60 and C60).

This journal is © The Royal Society of Chemistry 2018
acceptor (pyrene linker/C60) charge-transfer transition.55

Consistent with the introduction of a strong electron
acceptor,56,57 the encapsulated fullerene quenches the steady-
state luminescence of the tetra-phenyl-pyrene linker by ca.
90%; see Fig. S2b.†

Qualitative assessments of electrical conductivity were made
by rst dropcasting MOF suspensions on interdigitated array
electrodes (IDEs; 5 mm gap) and then recording the current (I)
transmitted between the electrodes, via electrode-gap-spanning
MOF crystallites, in response to applied biases (V; two-point
measurements). NU-901-C60 samples yielded measurable
currents whereas guest-free crystallites of NU-901 did not; see
Fig. S7.† Unfortunately, we were unable with this approach to
quantify the conductivity, s, of NU-901-C60. We therefore turned
to macroscopic, two-point, I–V measurements using pressed
pellets. The stability of the MOF pellets before and aer C60

encapsulation was veried by PXRD and nitrogen adsorption
isotherms (Fig. S3 and S4†). Consistent with IDE measure-
ments, NU-901 alone displayed no measurable conductivity
(where the lower limit of detection is estimated, from the
magnitude of electrode noise, to be about 10�14 S cm�1). In
contrast (Fig. 3), NU-901-C60 shows remarkable electrical
conductivity of s � 10�3 S cm�1,58 i.e. eleven orders of magni-
tude (or more) greater than NU-901 alone, and similar to that of
organic semiconductors (s > 10�6 S cm�1).59 Unlike conven-
tional organic semiconductors, however, the MOF/fullerene
material is characterized by substantial internal surface area
and considerable molecular-scale porosity.

We reasoned that if TBAPy4�/C60 donor/acceptor interac-
tions are responsible for the observed electrical conductivity,
increasing the strength of the MOF linker as an electron donor
would increase the conductivity. We therefore replaced TBAPy4�

with a tetra-amino (phenyl-substituted) analogue.60 PXRD
(Fig. S6†) and SEM (Fig. S1†) assessments of NU-901-amino-C60

indicated formation of a material that is structurally similar
(Fig. S5†) to NU-901-C60 (see (Fig. S5†)). N2 adsorption and
desorption measurements established the permanent porosity
of the material, and yielded BET surface area of 980 m2 g�1 for
Fig. 3 Current (I) vs. voltage (V) plot for pressed pellets of NU-901 and
NU-901-C60. The scan was performed from �2 V to 2 V and the scan
rate was 50 mV s�1.

Chem. Sci., 2018, 9, 4477–4482 | 4479
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NU-901-amino and 370 m2 g�1 for NU-901-amino-C60 (Fig. S6†).
IDE based measurements show that C60 incorporation imparts
electrical conductivity to NU-901-amino, with the observed
currents being larger for NU-901-amino-C60 than for NU-901-
C60;61 see Fig. S7.†

Next we turn our attention to density functional theory (the
details of the methods used are in the ESI†) to gain further
insight into the nature of the observed electron-donor/electron-
acceptor interactions and their manifestation as electrical
conductivity in the MOF/fullerene assemblies. The results of
electronic density of states (DOS) calculations for NU-901, NU-
901-amino, NU-901-C60 and NU-901-amino-C60 are summa-
rized in Fig. S9.† Briey, for the guest-free MOFs, both the
valence band maximum (VBM) and conduction band minimum
(CBM) are dominated by contributions from linker p orbitals
(i.e., those that contribute to the linkers' aromatic systems). For
the C60-containing materials, the VBM remains predominantly
linker dened, but the CBM consists of fullerene p orbitals,
consistent with donor/acceptor complex formation. The calcu-
lated CBM – VBM difference, i.e. the nominal bandgap,
decreases by 1.2 eV with incorporation of C60, a result that is
qualitatively replicated in the visible-region reectance spectra
for fullerene-containing versus fullerene-free versions of the
MOF (note that DFT methods oen underestimate absolute
magnitudes of bandgaps, particularly when local functionals
like PBE are used).62,63

Given the spatial and energetic proximity of the putative
donors and acceptors and their associated bands, we also
calculated charge-transfer integrals for relevant clusters cut
from the NU-901-C60 and NU-901-amino-C60 periodic structures
(Table S1†). Both the electron-transfer and hole-transfer inte-
grals are larger (by 2- and 4-fold, respectively) for NU-901-amino-
C60 compared to NU-901-C60, consistent with larger IDE
currents for the amino version.30
Conclusions

In summary, we nd that the zirconium-based MOF, NU-901,
can be rendered electronically conductive by installing iso-
lated C60 molecules in roughly half the linker-dened, diamond
shaped pores presented by the MOF. Indeed, the experimentally
evaluated conductivity increases from immeasurably small
(<10�14 S cm�1) to �10�3 S cm�1. The basis for the conductivity
is in electron-donor (pyrene)/electron-acceptor (fullerene)
interactions, as evidenced, in part, by the appearance of
a visible-region charge-transfer band and by the results of DFT
band structure calculations. Notably, the MOF internal surface
area (gravimetric surface area) decreases by only about 27%
with fullerene incorporation while the N2-accessible void
volume (as expressed gravimetrically) decreases by only about
a third. DFT computes that appending NH2 substituents
(strongly electron-donating groups) to the linker phenyl groups
of NU-901 increases hole- and electron-transfer integrals, which
is consistent with the increased conductivity measured experi-
mentally. These ndings point to the potential for systematic
chemical tunability of the observed conductivity.
4480 | Chem. Sci., 2018, 9, 4477–4482
Finally, while electrocatalysis applications are beyond the
scope of this initial report, it is worth considering how much
conductivity is needed for a MOF to function effectively in that
context. A common motif for electrochemical applications of
MOFs is a thin lm (a fraction of a micron to several microns
thick) sited on a conventionally conductive platform – for
example, a planar glassy carbon or platinum electrode. A
benchmark catalytic current density for solar-driven electro-
chemical processes is 10mA cm�2. For a hypothetical 10micron
thick MOF lm having the modest conductivity observed here,
i.e., �10�3 S cm�1, and operating at 10 mA cm�2, the energetic
penalty (i-R drop) due to lm resistivity would be just 10 mV –

a value barely within the reproducibility of kinetic over-
potentials for many electrocatalytic systems. We suggest that for
these types of applications, conductivities in the range of
10�3 S cm�1, despite falling in the semiconducting regime
(phenomenologically),64 will typically be sufficient.
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