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yrins and carbon nanotubes
through mechanical links†

Leire de Juan-Fernández,‡a Peter W. Münich,‡b Arjun Puthiyedath, b Belén Nieto-
Ortega, a Santiago Casado,a Luisa Ruiz-González,c Emilio M. Pérez *a

and Dirk M. Guldi *b

We describe the synthesis of rotaxane-type species composed of macrocyclic porphyrin rings mechanically

interlocked with SWCNT threads. The formation of mechanically interlocked SWCNTs (MINTs) proceeds

with chiral selectivity, and was confirmed by spectroscopic and analytical techniques and adequate

control experiments, and corroborated by high-resolution electron microscopy. From a thorough

characterization of the MINTs through UV-vis-NIR absorption, fluorescence, Raman, and transient

absorption spectroscopy we analyse in detail the electronic interactions of the porphyrins and the

SWCNTs in the ground and excited states.
Introduction

The ability of metalloporphyrins to reversibly coordinate gases
is exploited by nature in the transport of oxygen by the heme
group. Directly related to this is another main biological func-
tion of porphyrinoid structures, that is, as co-factors in cyto-
chrome P450, which is responsible for many catalytic redox
reactions. Finally, the intense absorption in the visible region
and the ability to accept electrons upon photoexcitation of the
structurally related chlorophylls renders them ideal light
antennas and primary electron acceptors in photosynthesis.
Inspired by these crucial roles, porphyrins are one of the most
extensively studied organic chromophores.1–5 A particularly
active area of research is the combination of porphyrins and
carbon nanotubes (CNT), which also benets from the
extraordinary physical properties of CNTs.6–9 Porphyrin–CNT
hybrids have been successfully applied to the fabrication of
bioinspired high-performance gas sensors,10,11 catalysts,12–15

model photosynthetic systems,16–18 and other optoelectronic
devices.19 The physical properties of all these articial systems
depend crucially on the nature of the linker between them.

A covalent porphyrin–CNT connection typically leads to good
kinetic stability, and the structure of the spacer can be used to
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modulate porphyrin–CNT communication.20–22 Interfacing
porphyrins and CNTs via non-covalent interactions provides an
alternative means to generate porphyrin–CNT hybrids.23–29 The
intrinsic porphyrin–CNT non-covalent interactions have been
skillfully exploited to associate and purify single-walled CNTs
(SWCNT) in a chirality and enantioselective fashion.30–34

Mechanically interlocked molecules (MIM) are composed of
covalent components linked together by their topology. Rotax-
anes are prototypical examples of MIMs, in which one or more
macrocycles are linked to a dumbbell-shaped linear compo-
nent: the thread. The mechanical bond imparts MIMs with
unique dynamic properties.35,36 Specically, the macrocycles
can be moved along or around the thread through controlled
submolecular motion. This is a key step for the construction of
some of the most advanced examples of synthetic molecular
machines.37–39

We have developed methods to thread SWCNTs through
macrocycles to form rotaxane-like mechanically interlocked
nanotube derivatives (MINT) using a clipping strategy.40 More
recently, groups led by Kruss,41 and Miki and Ohe,42 have
described the encapsulation of SWCNTs into peptide barrels
and rigid cycloparaphenyleneacetylenes, respectively. The
native structure of SWCNTs is preserved upon formation of
MINTs, while the extreme aspect ratio of SWCNTs prevent the
macrocycles from dissociating, providing MINTs with a kinetic
stability comparable to that of covalently functionalized
SWCNTs.43–45 We have also documented that MINTs feature
unique physical properties, which are quite different from
classic supramolecular SWCNT derivatives.46,47

Here, we interface porphyrins and SWCNTs through
mechanical links. The MINT-forming reaction proceeds with
chiral selectivity for the smaller diameter SWCNTs. The elec-
tronic interactions between the porphyrins and the nanotubes
Chem. Sci., 2018, 9, 6779–6784 | 6779
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in the ground state, as well as the charge separation and
recombination processes and their underlying dynamics upon
photoexcitation are also described in detail.
Results and discussion

Following experimental ne-tuning (see the ESI†) we focused on
a U-shaped molecule equipped with two porphyrin recognition
units for SWCNTs (U-por in Fig. 1). A hexamethylene spacer
provides exibility to template the macrocyclization around
SWCNTs through ring-closing metathesis (RCM) of the terminal
alkenes, to form the corresponding MINTs. The synthesis and
full characterization of U-por and mac-por is described in the
ESI.†

We explored the formation of MINT-por through templated
RCM of U-por in the presence of (6,5)-enriched SWCNTs. The
diameter of the latter is 0.75 nm, which is a good t for the
cavity ofmac-por, as shown by the energy-minimized molecular
structure (HF-3c)48 shown in Fig. 1B. SWCNTs (2 mg) were
suspended in tetrachloroethane (TCE, 2 mL) through sonica-
tion and mixed with U-por (4.2 mM) and Grubbs' 2nd generation
catalyst at room temperature (rt) for 72 hours.

Next, the suspension was ltered through a polytetrauoro-
ethylene membrane with a pore size of 0.2 mm and washed with
dichloromethane (DCM) to remove non-threaded macrocycles,
catalyst and any remaining linear precursors. Three resus-
pension–ltration iterations complete the purication. Here-
aer, the samples were dried and subjected to
thermogravimetric analysis (TGA) to quantify the degree of
functionalization. TGA showed a weight loss of 24% at around
340 �C, corresponding to the porphyrinic material. We per-
formed experiments in which the concentration of U-por was
varied between 1.06 and 8.4 mM to modulate the degree of
functionalization. The product formed at the lowest
Fig. 1 (A) Chemical structures of U-por and mac-por. (B) Side and
front view of the energy-minimized structure (HF-3c) of MINT-por,
showing the diameter of the macrocycle. C atoms in green (mac-por)
or dark red (SWCNT), N in blue, O in red, Zn in metallic gray. H atoms
omitted for clarity.

6780 | Chem. Sci., 2018, 9, 6779–6784
concentration of the U-shaped precursor showed a loss of 10%
at 340 �C, whereas a weight loss of 26% was observed for the
highest concentration (see the ESI†).49 In addition, the deriva-
tive of the TGA data features a single peak for the porphyrinic
material, conrming that oligomers of U-por adsorbed onto
SWCNTs are absent in MINT-por.43,50,51

To test the stability of MINT-por, we heated the samples for
30 min under reux in TCE (bp ¼ 147 �C), followed by a thor-
ough rinse with DCM. TGA of the resulting samples showed
a subtle decrease of 3% in functionalization conrming the
MINT stability.

Investigations of MINT-por by means of atomic force
microscopy (AFM) and transmission electron microscopy (TEM)
corroborate the presence of rotaxane-type species. Fig. 2A shows
a typical AFM topographic image of a spin-casted TCE suspen-
sion of MINT-por. Individualized SWCNTs with heights around
0.8 nm decorated with objects, which are consistently around
2.0 nm high, are in sound agreement with mac-por around
a SWCNT (Fig. 1B). Macrocycles adsorbed onto SWCNTs rather
Fig. 2 (A) AFM topographic image of a suspension ofMINT-por in TCE
and corresponding height profiles along the lines marked in the
topographic image. (B) AC-HRTEM image of an individual SWCNT
functionalized by a single macrocycle inMINT-por and corresponding
profiles (white lines and arrows mark SWNT diameter, red lines and
arrows mark mac-por diameter).

This journal is © The Royal Society of Chemistry 2018
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Fig. 3 (A) Normalized absorption spectra of (6,5)-enriched SWCNTs
(black), and MINT-por (red) in D2O/SDBS (1 wt%, rt), baseline-cor-
rected and normalized to the (7,6)-SWCNT absorption at 1136 nm. 3D
nIR fluorescence spectra of (B) (6,5)-enriched SWCNTs and (C) MINT-
por in D2O/SDBS (1 wt%, rt) with OD of 0.21 at 570 nm.
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than threaded by SWCNTs are expected to show a signicantly
smaller height.

Aberration-corrected high resolution TEM (AC-HRTEM)
images further conrm the rotaxane-like structure of MINT-
por. They were drop-casted from an isopropanol suspension
onto copper grids and reveal mostly bundled SWCNTs with
functionalized sidewalls. These co-exist, however, with isolated
SWCNTs of 0.8 nm diameter, in which single circular objects of
a size of ca. 1.8 nm are discernable. A representative AC-HRTEM
micrograph of MINT-por with close to atomic resolution is
shown in Fig. 2B, which shows a SWCNT with a diameter of
0.85 nm, surrounded by a macrocycle that shows a diameter of
1.77 nm. In contrast to our previous MINTs, in which we
observed macrocycle-like rings around SWCNTs,13 the large
dimensions of the porphyrins – in the range of 1.4–1.8 nm,
comparable to the diameter of the macrocycle – confer the
macrocycles a box-like shape. We note that the distances
between the macrocycle and the SWCNT sidewalls correspond
to very close van der Waals contacts (<0.4 nm). Finally, from the
difference in contrast between the SWCNT walls we conclude
that mac-por is threaded by SWCNTs rather than physisorbing
on them. We note that, even under these low voltage conditions
(see the ESI†), the sample is eventually damaged under the e-
beam, most likely starting with the more sensitive C–H bonds
of the alkyl chain,52 but eventually damaging even the SWCNT
wall (see Fig. S2†).

To gain insights into the electronic properties of MINT-por,
we carried out UV-vis-NIR, uorescence, and Raman spectros-
copy measurements. Steady state absorption spectra (D2O/SDBS
(1 wt%, rt)), of (6,5)-enriched SWCNTs (black) and the corre-
sponding MINTs (red) are compared in Fig. 3A. In theMINT-por
sample, the Soret-band absorption of the porphyrins is evident
at 430 nm. As far as the absorption spectra of (6,5)-enriched
SWCNTs are concerned, S22 transitions are noted in the visible
region, while the S11 transitions dominate the nIR region. In
particular, (6,5)-SWCNT related maxima appear at 570 and
981 nm. Features of (7,5)-SWCNTs are seen at 649 and 1022 nm,
whereas those of (7,6)-SWCNTs evolve at 664 and 1136 nm. In
MINT-por, all of the aforementioned features are red-shied to
572, 982, 652, 1022, 664, and 1137 nm, on one hand, and
broadened, on the other hand. From the aforementioned we
conclude weak electronic interactions between SWCNTs and
the porphyrin in the ground state. When turning to the
porphyrin absorption spectrum, the Soret-band absorption
maximizes at 429 nm in DMF forMINT-por as well as forU-por –
Fig. S3.†53

To probe the chirality selectivity during the MINT forma-
tion,47 the relative absorption intensities in dispersions of
pristine SWCNTs and MINT-por are inspected. A look at, for
example, the (6,5)-SWCNTs features in the nIR region reveals
that the relative intensity is higher for SWCNTs than for MINT-
por. The trend is reversed for (7,5)-SWCNTs. Implicit is a chiral
selectivity of the MINT formation based on different SWCNT
diameters.

To shed light on the excited state interactions in MINT-por,
the SWCNT uorescence was analyzed in the nIR-region –

Fig. 3B and C. In spectra of SWCNT and MINT-por,
This journal is © The Royal Society of Chemistry 2018
characteristic uorescence features of (8,3), (6,5), (7,5), (8,4) and
(7,6)-SWCNTs are present. At rst glance, the uorescence
features of pristine SWCNTs at 967, 988, 1031, 1127, and
1130 nm are – in line with the steady state absorption
measurements – red-shied in MINT-por; the new maxima are
at 967, 993, 1034, 1130, and 1132 nm. A closer look at the
uorescence spectra shown in Fig. S4† reveals quenching,
which is stronger for small diameter SWCNTs, that is, (8,3)-,
(6,5)-, and (7,5)-SWCNT, than for larger diameter SWCNTs, that
Chem. Sci., 2018, 9, 6779–6784 | 6781
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is, (8,4)- and (7,6)-SWCNT. A possible rationale is a higher
degree of functionalization in the case of smaller diameter
SWCNTs in comparison to their larger diameter analogues.
Quenching, although moderate in nature, was also observed for
the porphyrin uorescence – Fig. S4.† Quenching in MINT-por
is likely to stem from deactivation pathways such as energy or
electron transfer, which compete with the uorescent decay.

Electronic interactions as seen in the excited state might also
impact the Raman features. To this end, about 1000 Raman
spectra were taken for each sample – Fig. 4. They show small up-
shis of the D-, G- and 2D-modes from 1298, 1584 and
Fig. 4 Raman histograms of (A) D-mode, (B) G-mode, and (C) 2D-
mode of drop-casted SWCNTs (black) and MINT-por (red) from
methanol, with 633 nm laser excitation.

6782 | Chem. Sci., 2018, 9, 6779–6784
2589 cm�1 for (6,5)-enriched SWCNTs to 1302, 1590 and
2595 cm�1 for MINT-por. For MINT-por the up-shis indicate
weak charge-transfer interactions, which relate to a donating of
charge density from the porphyrin to the SWCNTs.

Raman spectroscopy is also a powerful tool to investigate
chiral selectivity. To this end, the focus was on the low
frequency radial breathing modes, which are unique for each
SWCNT chirality (see Fig. S5†). Here, signals appear at about
255, 282 and 303 cm�1, which stem from (7,6)-, (7,5)-, and (6,5)-
SWCNTs, respectively. Well in line with the results from
absorption and uorescence measurements, the relative inten-
sity of (7,5)-SWCNTs is higher in MINT-por than in the pristine
sample of SWCNTs. Important is the fact that no signicant
changes were noted in the ID/IG ratios when comparing (6,5)-
enriched SWCNTs (0.12) with MINT-por (0.14). This conrms
the absence of defect introduction during the functionalization.

Notable quenching in the uorescence measurements
prompted us to perform femtosecond transient absorption
measurements – Fig. 5 and S6.† At rst glance, the spectra of
(6,5)-enriched SWCNTs and MINT-por are dominated by an
immediate ground state bleaching of SWCNTs in the nIR-
region. Hereby, the nIR bleachings mirror image the steady
state absorption spectra. In stark contrast, contributions from
the porphyrins in MINT-por in the visible region are not
discernable as they are masked by the much stronger SWCNT
Fig. 5 Differential absorption spectra of (A) (6,5)-enriched SWCNTs
and (B) MINT-por obtained upon femtosecond pump probe experi-
ments following 420 nm laser excitation in D2O/SDBS (1 wt%, rt) at
several time delays between 0 and 300 ps.

This journal is © The Royal Society of Chemistry 2018
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features. A closer look reveals that for (6,5)-enriched SWCNTs
minima evolve at 568, 648, 667, 983, and 1121 nm, while
maxima appear at 484, 531, 612, 927, 1073, 1211, and >1300 nm.
In MINT-por, the same features are discernable but red-shied
to 569, 650, 669, 986 and 1121 nm in the case of the minima and
to 490, 535, 617, 927, 1076, 1215 and >1300 nm in the case of the
maxima. A three exponential tting procedure of the ground
state recovery of (6,5)-, (7,5)-, (8,4)- and (7,6)-SWCNTs yielded
three different lifetimes, which differ for each SWCNT chirality
– Table S1.† In SWCNTs, the long-lived component relates to
radiative exciton recombination, while the two short-lived
components stem from interband- and intertube relaxations.
In MINT-por, all lifetimes are markedly shorter. Interestingly,
smaller diameter (6,5)- and (7,5)-SWCNTs, which are subjective
to the strongest uorescence quenching, give rise to the fastest
recovery. The long-lived component is decreased in, for
example, (6,5)-SWCNTs by 32% and by 52% for (7,5)-SWCNTs.
In stark contrast, in larger diameter (8,4)- and (7,6)-SWCNTs the
decrease of the long-lived component is only 15% and 12%,
respectively.54 We conclude that charge separation in MINT-por
with 5 ps for (6,5)-SWCNT and 4 ps for (7,5)-SWCNT is followed
by charge recombination with 78 and 81 ps, respectively. In the
case of larger diameter SWCNTs both charge separation and
recombination are less favored: the corresponding lifetimes are
4 and 72 ps for (8,4)- as well as 3 and 52 ps for (7,6)-SWCNTs.

Conclusions

In the current study, we have documented the interfacing of
porphyrin chromophores and SWCNTs via mechanical inter-
locking, through the synthesis of rotaxane-type architectures.
Formation of MINTs is conrmed via adequate control experi-
ments, analytical, spectroscopic and microscopic techniques.
Besides TGA, the threading of the macrocycles with SWCNTs to
formMINTs without introducing SWCNT defects was conrmed
by means of AFM, AC-HRTEM and Raman spectroscopy. More-
over, from Raman and steady state absorption spectroscopy we
concluded the selective functionalization of smaller diameter
SWCNTs. In line with chiral selectivity, electronic interactions,
which are intense between the porphyrin rings and SWCNTs of
smaller diameters, are probably the most important factor.
Transient absorption spectroscopy proved also to be very
important to detect charge separation and recombination in
MINT-por and to dissect the underlying dynamics. We are
currently exploring the consequences that this entirely novel
approach to connect porphyrins and SWCNTs has on applica-
tions such as catalysis, magnetism, and sensing.55,56
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Small, 2005, 1, 452–461.

30 G. Liu, F. Wang, S. Chaunchaiyakul, Y. Saito, A. K. Bauri,
T. Kimura, Y. Kuwahara and N. Komatsu, J. Am. Chem.
Soc., 2013, 135, 4805–4814.

31 A. F. M. M. Rahman, F. Wang, K. Matsuda, T. Kimura and
N. Komatsu, Chem. Sci., 2011, 2, 862–867.

32 X. Peng, N. Komatsu, T. Kimura and A. Osuka, ACS Nano,
2008, 2, 2045–2050.

33 X. Peng, N. Komatsu, T. Kimura and A. Osuka, J. Am. Chem.
Soc., 2007, 129, 15947–15953.

34 X. Peng, N. Komatsu, S. Bhattacharya, T. Shimawaki,
S. Aonuma, T. Kimura and A. Osuka, Nat. Nanotechnol.,
2007, 2, 361–365.

35 R. S. Forgan, J.-P. Sauvage and J. F. Stoddart, Chem. Rev.,
2011, 111, 5434–5464.

36 J. F. Stoddart, Chem. Soc. Rev., 2009, 38, 1802–1820.
37 J. F. Stoddart, Angew. Chem., Int. Ed., 2017, 56, 11094–11125.
38 J.-P. Sauvage, Angew. Chem., Int. Ed., 2017, 56, 11080–11093.
39 D. A. Leigh, Angew. Chem., Int. Ed., 2016, 55, 14506–14508.
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