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Metal–organic frameworks (MOFs) are regarded as prospective electrocatalysts for the oxygen evolution

reaction (OER). Nevertheless, controllably reversible reconstruction of MOFs, yielding highly active

catalytic sites for durable OER, has not been extensively studied. Herein, Ni-BPM (BPM = 4,40-
dihydroxybiphenyl-3,30-dicarboxylic acid) equipped with open metal sites was selected as a potential

electrocatalyst, and orientated MOF electrodes were fabricated via a sacrificial lattice-matched-template

method. Surface reconstruction of Ni-BPM to active g-NiOOH was detected during the OER, and

reconstructed Ni-BPM can also be repaired in the reduction process, resulting in durable OER

properties: continuous operation at 100 mA cm−2 for 130 h followed by another 70 h at 500 mA cm−2,

surpassing those of most single Ni-based catalysts. The electronic configuration transformation of Ni

sites at the interface of Ni-BPM and g-NiOOH is confirmed using in situ Raman and X-ray absorption

spectra together with density functional theory (DFT) calculations. This work has investigated the

reversible structural transformation of MOFs during the OER and thereby would help establish

a theoretical foundation for the development of durable MOF electrocatalysts.
1. Introduction

The global environmental crisis and energy shortage have
driven the attention away from fossil fuels towards the devel-
opment of high-performance, cost-effective, and eco-friendly
systems for energy storage and conversion.1–4 The oxygen
evolution reaction (OER) has broad applications that involve
cathodic reactions, including water electrolysis, carbon dioxide
reduction, ammonia synthesis, and electrocatalytic
hydrogenation.5–8 However, sluggish OER kinetics result in
signicant overpotential that adversely impacts the energy
efficiency of these devices.9–11 Therefore, developing cost-
effective OER electrocatalysts with high stability is crucial for
advancing the development of energy technologies.

Ni-based MOFs12–14 are promising OER electrocatalysts
beneting from their highly crystalline nature, abundant active
sites, and adjustable skeleton structures.15–17 The majority of
MOFs are irreversibly subject to reconstruction into
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oxyhydroxides during the OER process (Scheme 1a), namely
MOOH, due to the impact of the electrochemical environment
and their structures and morphologies.18–21 This phenomenon
is considered the primary factor contributing to the augmented
OER activity, while the activity of synthetic MOOH is lower than
that formed fromMOF structural transformation.22–24 Wu et al.20

employed an organic acid etching strategy to generate MFc-
MOF (M = Ni, Co, Fe, Zn) nanosheet arrays, and in situ
Raman spectroscopy and Fourier transform infrared (FTIR)
spectroscopy studies showed that the NiFc-MOF surface
Scheme 1 Illustration of the irreversible reconstruction (a) and
reversible reconstruction (b) of MOFs during the reaction.

© 2025 The Author(s). Published by the Royal Society of Chemistry
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underwent dynamic structural reconguration during OER
catalysis, generating NiFeOOH, which was conducive to rapid
OER. The surface reconstruction of the catalyst, i.e. the oxida-
tion state change of interfacial metal sites, directly determines
the pH-dependent OER activity.25 This is especially signicant
since alkaline environments provide lower at-band potentials,
thereby enabling the completion of redox transformations of
the metal sites at lower potentials, which is favorable for surface
reconstruction.

However, there is a paucity of research regarding the main-
tenance of elevated OER activity aer the self-reconstruction
process. Reversibly recongurable MOFs have been shown to
resist the possible structural damage caused by the recon-
struction process during the electrochemical process, thus
ensuring durable OER activity.26–28 This implies that the recon-
structed MOF surfaces suggest the capacity for complete or
partial repair to the original MOF structure (Scheme 1b). In
contrast, irreversibly recongured MOFs may experience a loss
of catalytic sites due to structural damage during the OER
process, resulting in a decline in catalytic efficiency and,
consequently, a reduction in long-term catalytic stability.29,30

Therefore, it is imperative to develop catalysts with higher
activity and stability for practical applications by understanding
and controlling the reconstruction behavior of MOFs.

Herein, Ni-BPM (BPM = 4,40-dihydroxybiphenyl-3,30-dicar-
boxylic acid) equipped with open metal sites was identied as
an electrocatalyst to investigate the correlation between the
reversible reconstruction and elevated OER activity and
stability, due to the resemblance in atom distances with the
target reconstructed g-NiOOH active species (Table S1 &
Fig. S1†). Orientated Ni-BPM/NF electrodes via a sacricial
lattice-matched-template method (Fig. 1a) were prepared for the
Fig. 1 (a) Schematic illustration of Ni-BPM/NF-x (x= 8, 16, 24, 40, and
52 h) electrode preparation. SEM (b and c), TEM and HRTEM (d) and
TEM-EDX-mapping (e) images of Ni-BPM/NF-24 h.

© 2025 The Author(s). Published by the Royal Society of Chemistry
OER. Ni-BPM/NF showed outstanding OER activity, reaching
10 mV cm−2 with 218 mV and enabling 5000 CV cycles,
surpassing most single Ni-based electrocatalysts. In situ Raman
spectra conrmed the reversible Ni-BPM reconstruction during
the OER. DFT calculations showed that the g-NiOOH/Ni-BPM
heterostructure during the reconstruction process could tune
the electronic conguration of Ni sites, remarkably optimizing
the adsorption free energy of O*, thus heightening the OER
kinetics. Besides, bimetallic MOF electrodes were also
successfully prepared by introducing Fe/Co atoms into Ni-BPM
and exhibited ultra-low overpotentials of 198 and 209 mV at 10
mA cm−2, respectively.

2. Results and discussion
2.1 Material synthesis and structural characterization

From the data of Ni–Ni distance and Ni–O bond length in Ni-
BPM and NiOOH (Table S1†), Ni-BPM reversible reconstruc-
tion to active g-NiOOH was expected during the OER due to
their distance similarities. Ni-BPM electrodes were prepared
through a sacricial lattice-matched-template31 pathway using
Ni layered double hydroxide (Ni-LDH) as a template, as the Ni-
BPM lattice matched well with that of Ni-LDH (Fig. S2†). As
illustrated in Fig. 1a, Ni-LDH nanowires grew on NF directly by
hydrothermal synthesis which was denoted as Ni-LDH/NF.
Then, Ni-LDH/NF, employed as a sacricial template, was
immersed in a saturated BPM solution and reacted for a certain
time to form Ni-BPM/NF electrodes via solvent-thermal
synthesis.

We adjusted the reaction time to investigate its effect on the
morphology of obtained Ni-BPM/NF-x (x = 8, 16, 24, 40, 52 h)
electrodes. Meanwhile, we prepared Ni-BPM/NF-D for compar-
ison purposes, where Ni-BPM was directly grown on NF without
the Ni-LDH template. The structures of these electrodes were
rst analyzed by X-ray diffraction (XRD). As displayed in
Fig. S3,† the peak located at 11.7° in Ni-LDH/NF was assigned to
the (003) crystal plane, the same as that of NiFe-LDH (PDF#40-
0215), conrming that Ni-LDH exhibited an isostructural
conguration to the NiFe-LDH structure. The XRD patterns of
as-prepared Ni-BPM/NF-x and Ni-BPM/NF-D were consistent
with that of the simulated one, implying the successful forma-
tion of Ni-BPM on the substrate surface. As the reaction time
increased, the Ni-BPM peak intensity gradually increased while
the characteristic peak of Ni-LDH disappeared. This suggested
that Ni-LDH dissolved and the size and crystallinity of Ni-BPM
increased gradually.

The morphology of the as-prepared electrodes was charac-
terized via scanning electron microscopy (SEM), transmission
electronmicroscopy (TEM), and high-resolution TEM (HRTEM).
As illustrated in Fig. S4, S5a & e,† aer 8 h of coordination
reaction, the thickness of the Ni-BPM/NF-8 h lm reduced from
1.2 to 0.6 mm. Then the electrode underwent a morphological
change aer 16 h, resulting in a nanorod array morphology with
a thickness of 2.1 mm (Fig. S5b & e†). As the reaction proceeded
for 24 h, the nanorod arrays became signicantly denser, with
a concomitant increase in thickness to 3.6 mm (Fig. 1b and c).
With the reaction time increasing to 40 and 52 h, it was
Chem. Sci., 2025, 16, 12568–12576 | 12569
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observed that the nanorods became curved and disordered in
arrangement due to overgrowth (Fig. S5c & d†). Meanwhile,
a constant thickness was obtained at 40 h (7.1 mm) and 52 h (7.2
mm) samples (Fig. S5e†). In contrast, Ni-BPM/NF-D fabricated by
direct synthesis was loosely packed, conrming the importance
of Ni-LDH as a sacricial template for the growth of dense nano-
arrayedMOFs (Fig. S6†). The orientated Ni-BPM/NF-24 h sample
was selected for the test considering MOF overgrowth observed
aer 24 h. Fig. 1d shows the nanorod morphology of Ni-BPM/
NF-24 h. The HRTEM image of Ni-BPM/NF-24 h exhibited
a crystal plane spacing value of 0.227 nm indexing to the (0 1 3)
facet of Ni-BPM. In addition, TEM energy-dispersive X-ray
spectroscopy (EDX) elemental mapping demonstrated that C,
O and Ni elements were uniformly distributed across the
nanorods in Ni-BPM/NF-24 h (Fig. 1e). Furthermore, the impact
of ligand concentration (0.0425, 0.0375, and 0.0325 mmol) and
reaction temperature (60, 80, and 100 °C) on the growth process
of MOF electrodes was investigated. As demonstrated in Fig. S7
and S8,† elevated concentrations and temperatures can induce
excessive growth in MOF nanostructures, while insufficient
conditions may result in incomplete growth and a less dense
arrangement. In brief, MOF electrodes with nano-arrayed
morphology were successfully fabricated via a lattice-matched-
template method, which will produce enhanced pore connec-
tivity, increased accessible active sites, and stronger capillary
effects. These properties will improve intrinsic electron transfer
and extrinsic mass transfer, facilitating the OER process.
2.2 Evaluation of electrocatalytic performance

To elucidate the OER-activated process of Ni-BPM/NF-24 h, the
CV measurement was initially conducted from 1.1 to 1.7 V vs.
RHE at a scan rate of 50 mV s−1 without iR compensation
(Fig. 2a). Notably, the OER current density gradually increased
along with the CV cycles at 1.7 V vs. RHE, until it reached
a stable state aer 50 CV cycles. A recognized redox couple from
1.35 to 1.45 V was observed, which was consistent with the
electrochemical redox of Ni2+ to Ni3+/4+ species.32 Besides, the
increasing anode current along with the CV test could suggest
the continuous phase transformation from Ni2+ into Ni3+/4+,
thereby conrming that the electrode underwent activation
during CV tests.33 To gain further insight into OER processes,
a quasi-steady-state CV scan was conducted over the potential
range of 1.1 to 1.65 V vs. RHE at a scan rate of 5 mV −1 with
a 95% iR correction applied aer different CV cycles (1st, 5th,
15th, 35th, and 50th) at a scan rate of 100 mV s−1. Since the
oxidation peak corresponding to Ni2+ overlapped in the anode
scan region, the characteristic OER overpotential was estimated
to originate from the cathode scan.34 The results demonstrated
that Ni-BPM/NF-24 h exhibited the highest steady-state test
performance in the 35th cycle, and a slight decline was observed
in the 50th cycle (Fig. S9†). These ndings again indicated that
Ni-BPM/NF-24 h was undergoing a gradual reconstruction
towards a stabilized state during the OER.

Subsequently, the steady-state CV curves of 1st and 35th
cycles were selected for further comparison of OER perfor-
mance. Fig. 2b–d illustrate that the steady-state curve of the
12570 | Chem. Sci., 2025, 16, 12568–12576
35th cycle necessitated 218 mV to attain a current density of 10
mA cm−2, while the Tafel slope was 66 mV dec−1, surpassing
that of the majority of MOF-based electrocatalysts (Table S2†).
Notably, the increasing area of the Ni2+/Ni3+/4+ oxidation peak
indicated more accessible active species (NiOOH) generated
during the OER.35 Furthermore, combined with the in situ
Raman test, it is known that the self-reconstruction degree
deepens, which was conducive to the improvement of perfor-
mance (Fig. S10†). To investigate the OER activation process of
Ni-BPM/NF-24 h at constant current, chronoamperometry and
LSV tests were performed. The current density rst enhanced
and then remained stable aer 1.5 h of subjecting it to the
continuous electro-oxidic Ni2+ to Ni3+/4+, and the OER activity
was signicantly improved in comparison with the initial one
(Fig. 2e and f). These ndings indicated that the CV-induced
structure generated by the self-reconstruction process was
conducive to enhanced OER activity.

To gain insight into the long-term stability of Ni-BPM/NF-24
h (stored in a sealed vial for two years), CV tests with 5000 cycles
at a sweep rate of 100 mV s−1 and a chronoamperometry test
were conducted at high current densities. As depicted in Fig. 2g,
the Ni-BPM/NF-24 h 100th cycle curve evinced a pronounced
augmentation in the Ni3+/4+ oxidation peak and a substantial
enhancement in current density compared with the 1st cycle.
Both the current density and oxidation peak gradually increased
from the 1st to 100th cycles and reached a plateau at 2500
cycles. Aer testing for 5000 cycles, the current density was
essentially unchanged from the 2500 cycle test. These results
demonstrated that Ni-BPM may undergo repair due to the
application of a reduction potential leading to high cycling
stability. Furthermore, the sample was subjected to a chro-
noamperometry test at current densities of 100 and 500 mA
cm−2. As depicted in Fig. 2h, the current density exhibited an
initial increase, followed by a period of stabilization that per-
sisted for a minimum of 130 h of continuous electrolysis at
a constant voltage of 1.8 V vs. RHE. Subsequently, when the
current density was increased to nearly 500 mA cm−2, Ni-BPM/
NF-24 h exhibited only 10% decay of current density aer 70 h at
a constant voltage of 2.1 V vs. RHE (Fig. 2h), suggesting the
superior durability of Ni-BPM/NF-24 h at high current density.

Furthermore, both Ni-BPM/NF-D and Ni-LDH/NF electrodes
were selected for comparative testing. Ni-BPM/NF-D exhibited
a current density of 10 mA cm−2 at 297 mV, accompanied by
a Tafel slope of 69 mV dec−1 which signied a good OER activity
in comparison to Ni-LDH/NF (318 mV and 71 mV dec−1)
(Fig. S11a & b†). Electrochemical impedance spectroscopy (EIS)
was performed to better study catalytic kinetics during the OER.
As illustrated in Fig. S11c,† the semicircular diameter of Ni-
BPM/NF-24 h (4 U) was smaller than those of Ni-BPM/NF-D (4.8
U) and Ni-LDH/NF (5.9 U). This nding suggested that activated
Ni-BPM/NF-24 h displayed the lowest charge transfer resis-
tances (Rct). Besides, the value of Cdl evaluated from CV curves
revealed that Ni-BPM/NF-24 h (17.3 mF cm−2) has higher Cdl

than Ni-BPM/NF-D (11.4 mF cm−2) and Ni-LDH/NF (7.3 mF
cm−2) (Fig. S11d & S12†). The above results suggested that
increased electrochemical active area and abundant potential
© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 2 Electrochemical performance of Ni-BPM/NF-24 h. (a) 50 CV cycles in the potential range of 1.1–1.7 V vs. RHE at a scan rate of 50 mV s−1.
(b) The quasi-steady-state CV curves recorded at a scan rate of 5 mV s−1 following various CV cycles at a scan rate of 100 mV s−1, between 1 and
1.65 V vs. RHE without iR correction applied. (c) Corresponding Tafel slopes with the increase of CV cycles. (d) The overpotentials required at 10
mA cm−2 and Tafel slopes. (e) Chronopotentiometry curve for 24 h at 10 mA cm−2 in 1 M KOH. (f) LSV curves before and after the chro-
nopotentiometry test. (g) Different CV cycles in the potential range of 1.1–1.75 V vs. RHE at a scan rate of 100 mV s−1. (h) Chronopotentiometry
curves for 130 h at 100 mA cm−2 (blue curve), followed by another 70 h at 500 mA cm−2 (pink curve) in 1 M KOH.
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active sites were obtained due to nano-arrayed structures of Ni-
BPM/NF-24 h.
Fig. 3 In situ Raman spectra of Ni-BPM/NF-24 h during the OER
process and the proposed reversible surface reconstruction of Ni-
BPM.
2.3 Relationship between MOF reconstruction and
performance

In situ Raman spectra were recorded to study the reversible
reconstruction process of Ni-BPM surface during the OER. The
sample was subjected to a 20-turn CV test at a scan rate of
100 mV s−1 prior to the rst test. As shown in Fig. 3, at an
applied potential of 1.1 and 1.2 V vs. RHE, the Raman signals of
Ni–O, C–H, C–O and C–C bonds at 630, 863,1137 and 1428/
1610 cm−1, respectively, are ascribable to the BPM ligand in Ni-
BPM.22 As the applied potential increased, two characteristic
bands at 470–480 and 545–555 cm−1 appeared which were
assigned to the Eg bending vibration (d(Ni3+–O)) and A1g
stretching vibration (n(Ni3+–O)) mode of g-NiOOH, respec-
tively.36 And the characteristic peak of Ni-BPM progressively
diminished, proving the surface reconstruction of Ni-BPM to
NiOOH. The ratio of d(Ni3+–O) and n(Ni3+–O) was 2.2 : 1, corre-
sponded to g-NiOOH rather than b-NiOOH.37 g-NiOOH was
considered more active than b-NiOOH,33,38,39 which was
different from most previously reported results and may
produce improved OER activity. This was explained by the
similarity between the distance of adjacent Ni atoms and Ni–O
bond length of Ni-BPM and those in g-NiOOH (Table S1†).
Surprisingly, when the potential was reversed to 1.1 V vs. RHE,
© 2025 The Author(s). Published by the Royal Society of Chemistry
the characteristic peaks of Ni-BPM were observed again, while
the intensity of characteristic peaks of g-NiOOH obviously
decreased, suggesting reversible surface reconstruction of Ni-
BPM.

The reversible surface reconstruction process was proposed
as follows:

In the initial phase, the applied potential in an alkaline
medium resulted in the rupture of the Ni–O bond in the BPM
Chem. Sci., 2025, 16, 12568–12576 | 12571
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ligand molecule or H2O, thereby exposing the uncoordinated Ni
centers while simultaneously coordinating hydroxide ions to Ni
atoms. With increasing voltage, the Ni–O bond underwent rapid
oxidation, forming g-NiOOH species. The dissociated ligand is
hypothesized to remain on the electrode surface through
hydrogen bonds or weak coordination bonds. Then, at the
applied decreased potential, g-NiOOH underwent reduction
along with free ligand recoordination. Consequently, most g-
NiOOH regenerated to Ni-BPM.

Density functional theory (DFT) calculations were used to
gain insight into the improved OER catalytic performance of Ni-
BPM. A heterostructure with g-NiOOH as the upper surface and
Ni-BPM as the bottom layer was built to simulate the active
structure of Ni-BPM/NF-24 h (Fig. 4a). Based on the four-step
adsorbate evolution (AEM) mechanism in alkaline media, the
geometrical structures of oxygen-containing intermediates
(*OH, *O and *OOH) adsorbed on the interfacial Ni sites of g-
NiOOH/Ni-BPM (Fig. 4a) and the Ni sites of Ni-BPM (Fig. S13†)
were optimized, respectively. From the calculated Gibbs free
energy depicted in Fig. 4b, the interfacial Ni sites provided
a lower overpotential of 0.96 eV compared to the Ni sites of
pristine Ni-BPM (1.12 eV) for the rate-determining OER step,
where *O formation occurred from *OH. The results indicated
Fig. 4 (a) Illustration of intermediates formation during the OER base
formation on Ni sites of Ni-BPM and g-NiOOH/Ni-BPM; (c) DOS plots o
Yellow and blue represent the electron accumulation and dissipation are
BPM.

12572 | Chem. Sci., 2025, 16, 12568–12576
that the reconstruction can effectively reduce the energy barrier
of Ni-BPM, thus producing enhanced electrocatalytic activity.

To further elucidate the intrinsic OER mechanism under-
lying the observed potential-dependent OER activity in Ni-BPM,
the differential charge density within g-NiOOH/Ni-BPM was
calculated to gain a deeper understanding of its interfacial
charge behavior. As depicted in Fig. 4c, the g-NiOOH/Ni-BPM
density of states (DOS) was closer to the Fermi level than that
of Ni-BPM, suggesting that g-NiOOH/Ni-BPM has higher
conductivity and enhanced electron-transfer ability compared
to individual Ni-BPM.36 The partial density of states (PDOS) of g-
NiOOH/Ni-BPM revealed large orbital overlap between Ni 3d
and O 2p (Fig. S14†), indicating strong electronic coupling
ability. The charge redistribution at the interfacial Ni sites in
the g-NiOOH/Ni-BPM heterostructure showed more charge
accumulation (Fig. 4d), indicating electron transfer from Ni-
BPM to g-NiOOH. A negative shi in the d-band center was
observed (Fig. 4e), which would result in a higher occupation
degree of the anti-bonding orbital.19 These results suggested
that modulating the electronic conguration of Ni sites through
surface self-reconstruction during the OER could optimize the
adsorption free energy of oxygen-containing intermediates,
thereby aiding the OER process.
d on the AEM mechanism; (b) free energy diagram of intermediate
f g-NiOOH/Ni-BPM and Ni-BPM. (d) Distribution of interfacial charge.
as, respectively. (e) PDOS plots of Ni 3d of g-NiOOH/Ni-BPM and Ni-

© 2025 The Author(s). Published by the Royal Society of Chemistry
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Post-catalytic study was conducted on Ni-BPM/NF-24 h with
the objective of further elucidating the relationship between
enhanced OER performance and reversible surface reconstruc-
tion of MOFs. The optical photographs revealed that the orig-
inal MOF electrodes altered to black color following the CV test
with varying cycles and then underwent color changes and
exhibited their original colors with a slight darkening aer CV
tests and drying at 60 °C for 2 h (Fig. S15†), suggesting revers-
ible structure reconstruction. XRD patterns of Ni-BPM/NF-24 h
aer cycle tests showed no discernible change for the (−1 2 0)
peak but only intensity decrease of the (0 1 0) peak (Fig. S16†),
conrming that the Ni-BPM honeycomb lattice remained intact.
SEM images of Ni-BPM/NF-24 h aer cycle tests were consistent
with the original one (Fig. S17†), and clear lattice fringes of (−1
3 1) planes of Ni-BPM and (2 1 0) planes of g-NiOOH were
observed in HRTEM images aer cycle tests (Fig. S18†) indi-
cating structural reconstruction.

The local electronic structure and atomic coordination
environment of Ni in pristine Ni-BPM/NF-24 h and aer OER CV
35 cycle tests (denoted as Ni-BPM/NF-R) were veried by using
X-ray absorption near edge structure (XANES) and extended X-
ray absorption ne structure (EXAFS). As depicted in XANES
spectra (Fig. 5a), the absorption edge of Ni K-edge shied
toward a higher energy side aer the OER, indicating that Ni
lost electrons and underwent oxidation, consistent with the XPS
results.40 In the Fourier-transformed (FT)-EXAFS spectrum, the
peak at 1.50 Å was attributed to the Ni–O bond and peak at 2.1 Å
was for the distance between two neighboring Ni atoms
(Fig. 5b), and the tting parameter curves of EXAFS spectra are
listed in Table S3.† Aer CV tests, the coordination number of
Ni–O increased since the Ni-BPM surface was transformed into
g-NiOOH during the OER. The WT analysis delivered both R-
space and k-space information, giving two scatterings at 3.3 and
Fig. 5 (a) Ni K-edge XANES spectra, (b) the corresponding Fourier transf
(c) WT images. (d) Ni 2p XPS spectra and (e) O 1s XPS spectra of Ni-BP
corresponding to C]C from the C 1s high-resolution spectrum was at

© 2025 The Author(s). Published by the Royal Society of Chemistry
7.95 Å−1 corresponding to Ni–O and Ni–Ni coordination,
respectively (Fig. 5c).

To gain further insight into the valence state of Ni-BPM/NF-
24 h both before and aer CV cycle tests and to elucidate the
relationship between cycle numbers and the reconstruction
degree, X-ray photoelectron spectroscopy (XPS) was conducted.
As illustrated in Fig. 5d, the 2p3/2 and 2p1/2 peaks composed of
Ni2+ shied to higher binding energies both aer 15 cycles (0.62
eV) and 35 cycles (1.22 eV) tests, respectively, implying an
increased proportion of high-valent Ni.19 Likewise, comparable
patterns were observed in the O 1s data (Fig. 5e). The O-2 peaks
shied to lower binding energies aer 15 cycles (0.37 eV) and 35
cycles (0.87 eV), respectively.20 These ndings again conrmed
that the Ni-BPM/NF-24 h surface was in situ transformed into g-
NiOOH/Ni-BPM during the OER and the reconstruction degree
was found to be positively correlated with cycle numbers.

To further enhance OER performance, Fe/Co atoms were
introduced into the Ni-BPM lattice, resulting in bimetallic nano-
arrayed MOF electrodes. Successful preparation of all the cor-
responding electrodes was conrmed through XRD patterns
(Fig. S19†), SEM images (Fig. S20†) and ICP analysis (Table S4†).
Subsequently, the OER performance of NiFe-BPM/NF and NiCo-
BPM/NF was evaluated under 1 M KOH conditions, while an
IrO2 catalyst on an NF support was used for comparison. Owing
to the strong synergistic effect between Ni and Fe active sites,
the ultra-high catalytic activity of NiFe-BPM/NF over NiCo-BPM/
NF and Ni-BPM/NF was obtained. As shown in Fig. S21a,† NiFe-
BPM/NF only needs 198mV to deliver a current density of 10 mA
cm−2, lower than that of NiCo-BPM/NF-24 h (210 mV), Ni-BPM/
NF-24 h (218 mV) and IrO2/NF (365 mV) respectively. At a higher
current density of 100 mA cm−2, NiFe-BPM/NF still exhibited
the best performance with an overpotential of 287 mV. In
addition, NiFe-BPM/NF showed the smallest Tafel slope of
orms of EXAFS spectra of Ni-BPM/NF-24 h and reference samples and
M/NF-24 h and after the 15th and 30th cycles, respectively. The peak
284.8 eV and was used for charge calibration.41

Chem. Sci., 2025, 16, 12568–12576 | 12573

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d5sc02536b


Chemical Science Edge Article

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

1 
T

ha
ng

 S
au

 2
02

5.
 D

ow
nl

oa
de

d 
on

 2
8/

02
/2

02
6 

9:
35

:4
3 

SA
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
43 mV dec−1 in comparison with NiCo-BPM/NF-24 h (96 mV
dec−1), Ni-BPM/NF-24 h (66 mV dec−1) and IrO2/NF (98 mV
dec−1), respectively, conrming its faster OER kinetics
(Fig. S21b†). The above results conrmed that the construction
of bimetallic synergism would efficiently improve Ni-MOF OER
activity.
3. Conclusions

In summary, reversible MOF surface reconstruction to active g-
NiOOH during the OER was realized by selecting Ni-BPM as
a potential electrocatalyst. By using a sacricial lattice-matched-
template approach, the Ni-BPM/NF-24 h electrode was direc-
tionally prepared and showed a continuous increase in catalytic
activity until reaching a stable state with an overpotential of
218 mV at 10 mA cm−2. This phenomenon can be attributed to
Ni-BPM self-reconstruction during activation, which formed
a g-NiOOH/Ni-BPM heterostructure facilitating the OER
process. In situ Raman spectra veried the reversible recon-
struction of Ni-BPM, and DFT calculations revealed the altered
electronic conguration of Ni sites in the g-NiOOH/MOF het-
erostructure, further conrmed by XANES analysis. The revers-
ible surface reconstruction mitigated any potential
performance loss due to structural damage that may occur
during electrocatalysis and produced durable stability. Ni-BPM/
NF-24 h demonstrated the ability to maintain stability in the IT
test for at least 200 hours, including 170 h at 100 mA cm−2

followed by another 70 h at 500 mA cm−2. In addition, the
introduction of Fe/Co atoms into Ni-BPM resulted in further
enhanced OER activities due to bimetallic synergies. This
research lays a foundation for the development of reversibly
reconstructed MOF electrocatalysts.
4. Experimental section
4.1 Materials

4,40-Dihydroxybiphenyl-3,30-dicarboxylic acid (H2dobpdc) (Jilin
Chinese Academy of Sciences – Yanshen Technology Co. Ltd),
nickel foam (NF) (Jilin Tianxuan Economic and Trade Co. Ltd),
urea, NiCl2$6H2O (Sigma-Aldrich, 99%), CoCl2$6H2O (Sigma-
Aldrich, 99%) and FeCl2$4H2O (Energy-Chemical, 99%) were
used as received without further purication. N,N-Dime-
thylformamide (DMF) and ethanol were purchased from Beijing
Chemical Works. All other reagents and solvents were
purchased from local commercial suppliers.
4.2 Preparation of Ni-LDH/NF and Ni-BPM/NF-D electrodes

Typically, NF was rst washed with ethanol and deionized water
by ultrasonication to remove the surface organics and then
rinsed with 3 M HCl solution to remove the oxide layer and
organic residues. Finally, NF was washed with ethanol several
times and dried at 80 °C for 30 min. A mixture of NiCl2$6H2O
(275 mg, 1.2 mmol), urea (380 mg, 6.23 mmol) and deionized
water (10 mL) was added to a 50 mL Teon-lined autoclave.
Then, the cleaned NF (0.8 cm × 1 cm) was placed in the Teon-
lined autoclave and the system was heated at 120 °C for 12 h.
12574 | Chem. Sci., 2025, 16, 12568–12576
Aer cooling down to room temperature, the resulting Ni-LDH/
NF was washed with deionized water and dried at 80 °C for 2 h.

NF (1.5 × 2 cm2) was immersed into a 20 mL glass vial
containing NiCl2$6H2O (27.5 mg, 0.12 mmol), H2dobpdc
(10.3 mg, 0.0375 mmol), DMF (2 mL) ethanol (2 mL) and
deionized water (2 mL). The solution was then heated at 80 °C
for 24 h, aer which the lm electrode was taken and thor-
oughly washed with ethanol several times under ultra-
sonication. Finally, the Ni-BPM/NF-D electrode was dried at 80 °
C overnight.
4.3 Preparation of Ni-BPM/NF-x (x = 8, 16, 24, 40, 52 h)
electrodes

Ni-LDH/NF was immersed into a 20 mL glass vial containing
H2dobpdc (10.3 mg, 0.0375 mmol), DMF (2 mL), ethanol (2 mL)
and deionized water (2 mL) heated at 80 °C for 8, 16, 24, 40 and
52 h, respectively. Aer cooling down to room temperature, the
lm electrode was taken and thoroughly washed with ethanol
several times under ultrasonication and nally dried at 80 °C
overnight.
4.4 Preparation of NiM (M = Co, Fe)-BPM/NF electrodes

A similar experimental procedure was employed for fabrication
of NiCo-BPM/LDH/NF and NiFe-BPM/LDH/NF with the metal
sources of NiCl2$6H2O (0.6 mmol) and CoCl2$6H2O (0.6 mmol)
for NiCo-BPM/LDH/NF and NiCl2$6H2O (0.6 mmol) and FeCl2
(0.6 mmol) for NiFe-BPM/LDH/NF, respectively.
4.5 Preparation of IrO2/NF electrodes

5 mg IrO2 was dispersed in a mixture of 0.98 mL EtOH and
0.02 mL Naon solution (5 wt%) to prepare an IrO2 suspension.
0.1 mL of the suspension was dropped on the pretreated NF
supports with a size of 1.0 × 0.8 cm2 and then dried at room
temperature.
4.6 Physical characterization

Powder X-ray diffraction (PXRD) measurements were conducted
using a Rigaku SmartLab X-ray diffractometer with Cu-Ka radi-
ation (40 kV, 30 mA, l = 1.5418 Å) and a scanning step of 0.01°.
SEM characterization was performed on an XL-30 ESEM FEG
scanning electron microscope FEI COMPANYTM. The TEM was
recorded using a JEOL JEM 2100F and the energy spectrum was
obtained using an FEI Tecnai G2 F20. More detailed structure
information was obtained with a high-resolution transmission
electron microscope. ICP anaysis was performed on a PE300D.
In situ Raman spectroscopy was performed using a Gaoss Union
C031-3 Raman electrolytic cell and spectra were recorded on
a Renishaw with a wavelength of 633 nm. X-ray absorption ne
structure (XAFS) was measured at the BL11B beamlines at the
Shanghai Synchrotron Radiation Facility (SSRF) (Shanghai,
China). XPS measurements were performed on a Thermo
ESCALAB 250.
© 2025 The Author(s). Published by the Royal Society of Chemistry
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4.7 Electrochemical characterization

All electrochemical measurements were conducted using
a standard three-electrode cell using a CHI 760E electro-
chemical workstation (Shanghai Chenhua Instrument Co. Ltd)
in 1 M KOH (pH = 13.8). All lm electrodes with a size of 0.8 cm
× 1 cm were directly used as the working electrode, a platinum
plate (1 cm × 1 cm) was used as the counter electrode, and Ag/
AgCl (3.5 M KCl) was used as the reference electrode. For
comparison, IrO2 powder (5 mg) was dispersed in 960 mL
ethanol solution including 40 mL 5 wt% Naon with sonication
for 30 min to obtain a uniform catalyst ink. Then, the ink was
loaded on clean NF. Before all the tests, the electrolyte was
purged with N2 for at least 30 min to remove dissolved oxygen
from water. All the measured potentials were converted to
RHEs: ERHE = EAg/AgCl + 0.059 × pH + 0.205. EIS was carried out
at 1.56 V vs. RHE over a frequency range from 100 kHz to 0.1 Hz
with a 5 mV amplitude. CV curves were recorded in the non-
faradaic region with an increasing scan rate of 25, 50, 75, 100
and 125 mV s−1, respectively. The chronoamperometry
measurement was conducted for 43 200 s at an overpotential of
10 mA cm−2.
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