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e strain effect in alkaline
hydrogen oxidation reaction over well-defined Ru
surfaces: insights into catalyst design†

Zihan Guo,‡a Yan Qiao,‡a Mengfan Li,a Zhenghe Gong,b Jingwei Yu,a Yanan Wang,a

Liang Zhao,a Yang Li,a Zehua Hu,*c Yangfan Lud and Hongwen Huang *ab

Surface strain has general impacts on the electronic structure and catalytic properties of catalyst surfaces.

However, accurately deciphering the strain effect in many catalytic processes, such as the alkaline hydrogen

oxidation reaction (HOR), remains a long-standing challenge due to the difficulty in isolating the strain and

ligand effects in most catalytic systems. Here the Ru(111) surfaces are designed and constructed via

epitaxially growing five atomic layers of Ru onto Pd octahedra and Pd icosahedra, respectively, providing

the model surfaces to explore the strain effect. Atomic-level structural characterization studies reveal

that the average surface strain on a Pd icosahedron is 2.5%, while the Ru surface on Pd octahedron is

almost unstrained. We demonstrate that the strained Ru surface exhibits a 2.8-fold enhancement in mass

activity at 50 mV for the HOR compared to the unstrained Ru surface. Combining in situ vibrational

spectroscopy studies and theoretical calculations, we find that the tensile strain upshifts the d-band

center of the Ru surface, thereby strengthening OH* adsorption and promoting HOR activity. This work

provides general guidance for the design of remarkable electrocatalysts.
Introduction

Hydrogen energy offers a promising solution to the global
environmental and energy crises,1,2 with hydrogen fuel cells
emerging as a leading technology for efficient energy
conversion.3–7 Compared with proton exchange membrane fuel
cells, alkaline exchange membrane fuel cells (AEMFCs) have
garnered much attention due to the development of anion
exchange membranes and the facile use of Pt group metal
(PGM)-free catalysts for the cathode ORR.6,8–10 Nevertheless, the
hydrogen oxidation reaction (HOR) at the anode on a PGM
catalyst is approximately two to three orders of magnitude
slower in alkaline media than in acid.11–13 Recent efforts to
develop alkaline HOR electrocatalysts have largely focused on
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PGMs and their alloys. However, the high cost and limited HOR
kinetic activity of Pt-based HOR catalysts severely hinder their
practical application in AEMFCs. Consequently, Ru-based
catalysts have emerged as a promising alternative, possessing
a comparable affinity for H2 to that of Pt while being more cost-
effective (about 50% of Pt price),14,15 and showing higher oxygen
tolerance compared to Ni-based alternatives.16,17

To boost the HOR activity of Ru-based catalysts, extensive
structural engineering strategies have been explored, including
interface engineering,18–22 heteroatom incorporation,23–26 strain
engineering and single atom construction.27–29 Among these,
strain engineering can modulate the catalytic performance
through tensile or compressive strains, induced by lattice
mismatch in designed core shells, alloyed nanostructures or
twin structures like icosahedra.14,30 Studies have proved that
strain can alter the d-band center and modulate the surface
binding to the reaction intermediates.14,31 For instance, PdCu/Ir
core–shell catalysts, which eliminate electronic effects and
retain 3.6% compressive strain, exhibit excellent OER activity.32

However, for strained catalysts in the HOR, the interplay
between the strain effect and electronic effect remains difficult
to disentangle.24,27,33–36 In a notable case, Shao and co-workers
reported that HOR activity of Ru-modied Pt correlates with
Ru coverage, where both strain and electronic effects strengthen
the binding of *H and OH*.37 The challenge in isolating the
strain effect from these other factors has hindered a clear
understanding of its independent contribution to the HOR. To
date, a comprehensive analysis of the strain effect in the HOR is
© 2025 The Author(s). Published by the Royal Society of Chemistry
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Scheme 1 Schematic illustration showing the rational design of model surfaces and the strain effect in the alkaline hydrogen oxidation reaction
mechanism. (a and b) Scheme of the model surfaces for elucidating the strain effect. (c) Bond formation between the Ru surface and adsorbates
upon a tensile strained surface. (d) Origins of the enhanced catalytic performance on the strained surface.
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View Article Online
still lacking, limiting the full potential of strain engineering as
a tool for improving HOR performance.

Based on the above analyses, we thus aim to construct Ru
surfaces with varying strains, while avoiding the interference of
the electronic effect, as the model surfaces for investigating the
stain effect in alkaline HOR (Scheme 1). To achieve this, ve
atomic layers of Ru were epitaxially grown on the surfaces of Pd
icosahedra (denoted as Pd@Ru icosahedra) or Pd octahedra
(denoted as Pd@Ru octahedra). Since the ligand effect between
the Pd core and Ru shell is limited within three Ru atomic
layers, the as-synthesized Ru surfaces can safely exclude the
ligand effect between the Pd core and Ru surface. In the case of
the Pd@Ru icosahedra, a tensile strain of 2.5% is induced on
the Ru atoms due to lattice enlargement, whereas Pd@Ru
octahedra exhibit negligible surface strain (Fig. S1†). Remark-
ably, the Pd@Ru icosahedra demonstrate a highmass activity of
2.5 A mgRu

−1 at 50 mV in alkaline HOR, approximately 2.8 times
higher than that of the Pd@Ru octahedra. This activity also
signicantly surpasses that of commercial Pt/C and Ru/C cata-
lysts by factors of 5.1 and 7.6 times, respectively. Combined with
density functional theory (DFT) calculations and experimental
evidence, we nd that the tensile strain can upshi the d-band
center and enhance the adsorption of OH*, rationalizing the
boosted alkaline HOR performance of Pd@Ru icosahedra.
Results and discussion
Synthesis and characterization of core–shell Pd@Ru catalysts

To prepare the ideal catalyst model, we synthesized Pd@Ru
octahedra and Pd@Ru icosahedra with similar sizes using
© 2025 The Author(s). Published by the Royal Society of Chemistry
a seed-mediated growth method. Briey, the Pd octahedra
enclosed by (111) facets were obtained by transforming Pd
cubes through an oxidative etching and regrowth process,
following previously reported procedures.38,39 The Pd icosahedra
were directly synthesized in a diethylene glycol (DEG) solution.
Subsequently, RuCl3$3H2O was introduced into the Pd octa-
hedra or Pd icosahedra dispersed in ethylene glycol and heated
at 200 °C to achieve the uniform epitaxial growth of the Ru shell.
The number of Ru layers was controlled by adjusting the ratio of
Pd seed and ruthenium precursors. The key to this precisely
controlled synthesis relies on the control of Ru deposition and
surface diffusion kinetics, which results in the atomic layer-by-
layer deposition on Pd.38,39 The low-magnication transmission
electron microscopy (TEM) images show that the octahedral or
icosahedral morphology is well-preserved aer Ru deposition
(Fig. 1a, b, S2 and S3†). The average sizes of the Pd@Ru octa-
hedra and Pd@Ru icosahedra are determined to be 16.89 nm
and 17.62 nm, respectively. The increase in size compared to the
Pd seed was approximately 2.29 nm and 2.32 nm, correspond-
ing to the overgrowth of Ru. Besides, Ru nanocages were ob-
tained by selectively etching Pd cores, conrming the successful
growth of the Ru shell (Fig. S4†). The crystal phase of core–shell
Pd@Ru catalysts was determined by analyzing the XRD pattern
(Fig. 1c). All the XRD peaks for the catalysts have symmetric
shapes and their positions matched well with those of face-
centered-cubic (fcc) Pd (PDF #88-1734), while obvious shis of
diffraction peaks towards lower angles were identied for both
Pd icosahedra and Pd@Ru icosahedra, indicating their
enlarged lattice. The (111) peak at around 17.4° splits into
approximately three peaks for the Pd icosahedra and Pd@Ru
Chem. Sci., 2025, 16, 14468–14477 | 14469
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Fig. 1 Morphology and structure characterization of Pd@Ru octahedral and Pd@Ru icosahedral catalysts. (a and b) Low-magnification TEM
images of the Pd@Ru octahedra (a) and Pd@Ru icosahedra (b), and the insets illustrate size distributions. (c) XRD patterns of Pd octahedra, Pd@Ru
octahedra, Pd icosahedra and Pd@Ru icosahedra. (d) HAADF-STEM elemental mappings of Pd@Ru octahedra. (e) Atomically resolved HAADF-
STEM image of Pd@Ru octahedra. The corresponding FFT pattern was obtained from the region boxed by a blue rectangle. (f) The intensity
profiles are obtained along the red and blue lines in (e), respectively. (g) HAADF-STEM elemental mappings of Pd@Ru icosahedra. (h) Atomically
resolved HAADF-STEM image of Pd@Ru icosahedra. The corresponding FFT pattern was obtained from the region boxed by a blue rectangle. (i)
The intensity profiles are obtained along the red and blue lines in (h), respectively.
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icosahedra, arising from the inhomogeneous tensile strain
distributed on the Pd icosahedra.40 In addition, no XRD peaks
belonging to Ru were observed, likely due to the similar lattice
constants of the Ru shell and the Pd core. The structure and
composition of the Pd@Ru catalysts were further characterized
using high-angle annular dark-eld scanning transmission
electron microscopy (HAADF-STEM), energy dispersive X-ray
spectroscopy (EDS) and inductively coupled plasma-mass
spectrometry (ICP-MS). For the Pd@Ru octahedra, STEM-EDS
mapping and the line scan prole (Fig. 1d and S5†) show that
Ru atoms are well-distributed on the outer layers of Pd cores,
conrming the core–shell structure. The atomic resolution
HAADF-STEM image (Fig. 1e) reveals continuous lattice fringes
across the interface between the Pd core and the Ru shell,
indicating the epitaxial growth of Ru on Pd. According to the
ICP-MS data, the Pd/Ru atomic ratio in Pd@Ru octahedra was
1.78, corresponding to approximately ve atomic layers (Fig. S5
and Table S1†). The corresponding fast Fourier transform (FFT)
pattern from the blue rectangular region in Fig. 1e further
conrms the fcc phase structure of Pd octahedra along the
[0−11] zone axis. Additionally, the Ru atomic arrangement
exhibits a characteristic fcc packing with an ABCABC order, in
line with prior studies.38,41,42 The average measured Ru–Ru
distance was 2.333 Å (Fig. 1f and S6†), closely matching the
14470 | Chem. Sci., 2025, 16, 14468–14477
value of the Ru–Ru distance in bulk Ru crystals (2.33 Å). These
ndings suggest that the epitaxial growth of ve Ru layers on
Pd@Ru octahedra shows negligible strain. This result is
reasonable considering the slight lattice mist between Ru and
Pd (Pd: 3.89 Å and Ru: 3.82 Å) and the ve-atomic-layer
conguration of the Ru shell, which enables the relaxation of
the lattice mist. Similarly, the microstructure of the Pd@Ru
icosahedra was also conrmed through STEM-EDS mapping
and EDS line-scanning proles (Fig. 1g and S7†). The atomically
resolved HAADF-STEM image (Fig. 1h) conrms the successful
formation of the Pd@Ru core–shell structure. For an ideal
icosahedral model with a core size averaging 15.30 nm and
a ve-layer Ru shell, the calculated Pd/Ru atomic ratio is 1.89,
which closely aligns with the experimentally determined ratio of
1.81 obtained from ICP-MS analysis (Fig. S8 and Table S2†). The
corresponding FFT pattern from the blue rectangular region
conrms the fcc phase structure of Pd@Ru icosahedra along the
[1−10] zone axis (inset in Fig. 1h). The measured average Ru–Ru
atomic distance in the Ru shell is 2.39 Å (Fig. 1i). Consequently,
the tensile strain in the Ru shell was calculated to be 2.5% using
the equation SX = (aX − abulk)/abulk (see the ESI†), where aX

represents the lattice constant of the Ru shell and abulk is the
bulk standard value. Hence, both the XRD and HAADF-STEM
analyses conrm the presence of surface tensile strain on
© 2025 The Author(s). Published by the Royal Society of Chemistry
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Pd@Ru icosahedra, which is negligible on the Pd@Ru octa-
hedra. It is worth noting that the ligand effect would diminish
when the number of shell layers exceeds three, while the strain
effect has a long-distance impact, as reported in previous
studies.43–45 To further conrm this, the differential charge
density of the Pd@Ru slabs was calculated (Fig. S9†). Notably,
when the Ru shell consists of three or fewer layers, a signicant
electron transfer from Pd to Ru occurs, indicating a strong
interaction between the two metals. In contrast, when the Ru
shell exceeds four layers, no noticeable charge difference is
observed. These results collectively demonstrated that the main
difference between our Pd@Ru octahedra and Pd@Ru icosa-
hedra with about ve atomic layers lies in the strain effect,
making them ideal platforms to investigate the strain effect on
their catalytic properties.

To analyze the effects of lattice expansion on the surface
chemical states, X-ray photoelectron spectroscopy (XPS) was per-
formed. Both Ru 3d and Pd 3d spectra exhibit doublets, which are
deconvoluted into two asymmetric peaks.46,47Notably, the Pd 3d5/2
binding energies of the Pd@Ru icosahedra show a negative shi
(around 0.16 eV) compared to that of Pd@Ru octahedra (Fig. 2a–
d). In contrast, the Ru 3d5/2 binding energy of Pd@Ru icosahedra
shis toward a positive value (0.24 eV) compared to that of
Pd@Ru octahedra. The result can be attributed to the decreased
electron density at the Ru shell with the lattice expansion in
Pd@Ru icosahedra.48 Furthermore, the surface valence band
spectra reveal an upshi of the d-band center in the Pd@Ru
icosahedra, approximately 0.1 eV higher than that in the Pd@Ru
octahedra (Fig. 2e). Meanwhile, we also carried out the projected
density of states (PDOS) analysis to theoretically determine the d-
band center. This analysis was based on models of fcc-Ru(111)
with 2.5% strain and fcc-Ru(111) without strain, representing
the Pd@Ru icosahedral and Pd@Ru octahedral catalysts,
respectively. The result shows that the d-band center of the
Fig. 2 Characterization of electronic structures. High-resolution XPS spe
spectra of Pd 3d (c) and Ru 3d (d) in Pd@Ru icosahedra. (e) Valence ban
high-resolution XPS. (f) Calculated projected density of states (PDOS) of
vertical grey lines denote the position of d-band centers.

© 2025 The Author(s). Published by the Royal Society of Chemistry
strained Ru(111) surface presents an upward shi relative to the
unstrained Ru(111) surface (Fig. 2f). The upshied d-band center
may move more anti-bonding states above the Fermi level,
potentially decreasing the occupation of these states and facili-
tating stronger bonding with intermediates.49 These results
collectively demonstrate that the tensile strain on the Pd@Ru
icosahedral surface reduces the electron density and upshis the
d-band center, which may lead to stronger interaction with reac-
tion intermediates.

Electrocatalytic performance for alkaline HOR

We further evaluated the alkaline HOR performance of the as-
prepared Pd@Ru icosahedra and Pd@Ru octahedra by using
a rotating disk electrode (RDE) in H2-saturated 0.1 M KOH
electrolyte. Beforehand, we rst loaded Pd@Ru icosahedra and
Pd@Ru octahedra onto a Vulcan XC-72 carbon support to
obtain the carbon-supported catalysts before the measurements
(Fig. S10†). In addition, the commercial Pt/C and homemade
Ru/C catalysts (Fig. S11 and S12†) were selected as benchmark
catalysts. Fig. 3a shows the polarization curves of all catalysts
collected at a scan rate of 1 mV s−1 with a rotation speed of
1600 rpm. The fastest increase in the anodic current density of
the Pd@Ru icosahedra indicates the best HOR activity, which
signicantly outperforms that of Pd@Ru octahedra (Fig. S13†).
The extremely small anode current of Pd@Ru icosahedra in an
N2-saturated 0.1 M KOH electrolyte demonstrates that the HOR
activity stems from H2 oxidation, rather than from electric
double-layer charging (Fig. S14†). Besides, a sharp decline of
anode current density aer 0.2 V (vs. RHE) can be observed for
the Ru/C catalyst, while this phenomenon did not occur on
Pd@Ru icosahedra. Then the polarization curves at various
speeds ranging from 400 rpm to 2500 rpm were recorded
(Fig. 3b). As the rotation speed increases, the anode current
density increased due to the improved mass transportation.
ctra of Pd 3d (a) and Ru 3d (b) in Pd@Ru octahedra. High-resolution XPS
d spectra of Pd@Ru octahedra and Pd@Ru icosahedra as measured by
Ru surfaces for Pd@Ru octahedral and Pd@Ru icosahedral models. The

Chem. Sci., 2025, 16, 14468–14477 | 14471
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Fig. 3 Electrocatalytic alkaline hydrogen oxidation reaction (HOR) performance. (a) Polarization curves of Pd@Ru octahedra, Pd@Ru icosahedra,
and commercial Pt/C and Ru/C catalysts in H2-saturated 0.1 M KOH solution. Scan rate, 1 mV s−1. Rotation speed, 1600 rpm. (b) HOR polarization
curves of Pd@Ru icosahedra at different rotation speeds with a scan rate of 1 mV s−1. Inset shows the Koutecky–Levich plot at 50mV (vs. RHE). (c)
The HOR/HER Tafel plots of kinetic current density (jk). (d) Linear fitting curves at the micro-polarization region of the HOR/HER. Comparison of
specific activity (j0,ECSA) (e) and mass activity (jk,m) (f) at 50 mV. (g) Comparison of the jk,m of Pd@Ru icosahedra in this work with those of
representative alkaline HOR catalysts. (h) Stability tests at 0.1 V (vs. RHE) for different catalysts.
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According to the Koutecky–Levich equation, a linear relation-
ship between u−1/2 and the inverse of current density (j−1) at an
overpotential of 50 mV is tted, obtaining a slope of 4.52 cm2

mA−1 s−1/2. This suggests a two-electron reaction for the HOR
process, in accordance with the theoretical value of 4.87 cm2

mA−1 s−1/2.50

Next, we examined the Tafel plots from the kinetic current
densities (jk) as a function of the potential calculated according to
the Koutecky–Levich equation (Fig. 3c), indicating the highest
activity of Pd@Ru icosahedra. The exchange current density (jo) of
all catalysts was further calculated by the linear tting of micro-
polarization regions (Fig. 3d) and Butler–Volmer tting. The
Pd@Ru icosahedra possess a high geometric j0 of 2.24 mA cm−2,
which is the highest compared with that of Pd@Ru octahedra/C
(1.26 mA cm−2), Pt/C (0.80 mA cm−2), and Ru/C (0.70 mA cm−2)
(Table S3†). To conduct a quantitative comparison of the intrinsic
HOR activity of these catalysts, the specic activity (j0,ECSA) was
compared based on the electrochemical active surface area
(ECSA)-normalized j0 (Fig. S15†). As illustrated in Fig. 3e and
Table S4,† the HOR-specic activity of Pd@Ru icosahedra (0.41
mA cm−2 at 50 mV) is determined to be the best among all
catalysts. In particular, mass activity is a signicant technical
parameter in potential applications. We also normalized the HOR
activity to the Ru or PGM loadings on the RDE electrode, and
compared the mass activity (jk,m). Impressively, as shown in
Fig. 3f, the Pd@Ru icosahedra exhibit an unprecedented mass
activity of 2.52 A mgRu

−1 at an overpotential of 50 mV,
14472 | Chem. Sci., 2025, 16, 14468–14477
signicantly higher than those of Pd@Ru octahedra (0.90 A
mgRu

−1), the Pt/C catalyst (0.49 A mgRu
−1), and the Ru/C catalyst

(0.33 A mgRu
−1). Besides, the Pd@Ru icosahedra achieve the

highest mass activity of 865 mAmgPGM
−1. This high performance

surpasses that of the most advanced catalysts reported recently
(Fig. 3g and Table S5†). In addition, we noted that both j0,ECSA and
jk,m of Pd@Ru icosahedra are higher than that of Pd@Ru octa-
hedra, indicating that the tensile strain on Pd@Ru icosahedra
has a pivotal role in improving the HOR kinetics.

The catalytic stability is another important indicator to
determine its potential application. The durability of each
catalyst was evaluated by applying the potentiostatic method at
0.1 V vs. RHE in H2-saturated 0.1 M KOH at room temperature.
Fig. 3h shows that the Pd@Ru icosahedra exhibit negligible
decay in the current density (<11.2%) aer a continuous 8000 s
operation, suggesting their remarkable stability. In contrast, the
HOR activity of Pd@Ru octahedra and Pt/C reduced by 15.9%
and 39.2%, respectively, and Ru/C ceased to even function aer
4000 s due to oxidation. The morphology of the Pd@Ru icosa-
hedra aer the stability test was further investigated by TEM. As
depicted in Fig. S16,† Pd@Ru icosahedra maintain their
icosahedral morphology and uniform distribution on a carbon
support, consistent with their excellent stability.
Mechanistic understanding

The above results explicitly demonstrate that the tensile strain
on the surface of a Pd@Ru icosahedron is the key to its superior
© 2025 The Author(s). Published by the Royal Society of Chemistry
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HOR activity. We thus conduct DFT calculations to elucidate the
underlying mechanisms by which this tensile strain enhances
the catalytic activity. Initially, based on the structural parame-
ters from the above experiments, we constructed models for
Pd@Ru icosahedra, Pd@Ru octahedra, and Ru/C and Pt/C
catalysts, including fcc-Ru(111) with 2.5% strain, fcc-Ru(111)
without strain, and hcp-Ru(101) and fcc-Pt(111) slabs as the
models, respectively (Fig. 4a). Previous studies have shown that
the binding strengths of H* (HBE) and OH* (OHBE) are closely
correlated with HOR activity.25,51,52 Therefore, we rst calculated
the adsorption energies of these intermediates on the different
slabs. As can be seen from Fig. S17 and S18,† the Pd@Ru ico-
sahedra and Pd@Ru octahedra possess very similar DEH*

values, indicating that the HBE is not a suitable descriptor in
our system. In parallel with the theoretical calculations, we also
performed cyclic voltammetry (CV) scans to assess the HBE on
various catalysts. The CV results show that the hydrogen
adsorption peaks for Pd@Ru icosahedra and Pd@Ru octahedra
remain nearly identical (Fig. S19†), implying that the HBE of
both catalysts has almost no difference. Similarly, in the in situ
attenuated total reection surface-enhanced infrared absorp-
tion spectroscopy (ATR-SEIRAS) spectra, both catalysts exhibit
comparable Ru–H vibrations in the 2000–2130 cm−1 range
(Fig. S20†).53,54 These ndings indicate that the boosted HOR
kinetics is likely affected by other reactive intermediates such as
the OH* intermediate.55,56

As depicted in Fig. 4b and S21,† the OH* adsorption on
Pd@Ru icosahedra, Pd@Ru octahedra and Ru/C catalysts is
Fig. 4 Mechanistic insights. (a) Optimized structures. (b) The adsorp
commercial Pt/C and Ru/C catalysts. (c) CO stripping curves for differen
occurring on Pd@Ru icosahedral and octahedral surfaces at different pot
electronic difference and Bader analysis of Pd@Ru icosahedra. Yellow
accumulation. (f) The projected crystal orbital Hamilton population (–
octahedra (left) and Pd@Ru icosahedra (right). (g) Energetic trend of Pd@

© 2025 The Author(s). Published by the Royal Society of Chemistry
stronger than that on Pt/C, which is consistent with the intrinsic
oxyphilic nature of Ru, as reported in previous studies.57,58

Remarkably, the DEOH* for Pd@Ru icosahedra was calculated to
be −0.46 eV, more negative than the value for Pd@Ru octa-
hedra, evidencing the strengthened OH* adsorption. Moreover,
experimental CO-stripping tests conrm this trend, with the
OHBE order as follows: Pd@Ru icosahedra > Pd@Ru octahedra
> Ru/C > Pt/C (Fig. 4c). This trend aligns with the alkaline HOR
activity, suggesting that the adsorption of hydroxyl (OH*) on the
catalyst surface plays a dominant role in alkaline HOR. In situ
Raman spectroscopy further conrms the adsorption behavior
of the catalysts. As shown in Fig. 4d and S22,† a weak Ru–OH*

peak was detected at 802 cm−1 for Pd@Ru octahedra. In
contrast, an intensied Ru–OH* binding peak was found at 795
cm−1 for Pd@Ru icosahedra, indicating enhanced OH* binding
strength on the Pd@Ru icosahedra.59 Indeed, particularly in
alkaline media, previous studies imply that enhanced OHBE
will benet the Volmer step for alkaline HOR kinetics.56 The
strengthened OH* adsorption is primarily attributed to the
tensile strain on the Pd@Ru icosahedral surface. To further
explore the relationship between the tensile strain of Pd@Ru
icosahedra and its strong OH* adsorption energy, the d-orbital
projected density of states (PDOS) was investigated (Fig. S23†).
According to the d-band center theory, the position of the d-
band center can serve as an indicator of the adsorption
behavior of OH* intermediates.55,60 The results depicted that the
tensile strain on the Pd@Ru icosahedra upshis the d-band
center compared to that of Pd@Ru octahedra, Ru/C, and Pt/C.
tion energy of OH* on Pd@Ru octahedra, Pd@Ru icosahedra, and
t catalysts. Scan rate, 20 mV s−1. (d) In situ Raman spectra for the HOR
entials in H2-saturated 0.1 M KOH solution. (e) Side and top view of the
and blue counters represent the isosurfaces of electronic charge

pCOHP) for Ru–O interaction of the OH* intermediate on Pd@Ru
Ru octahedra and Pd@Ru icosahedra for the HOR.
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Such a trend is consistent with the surface valence band
photoemission spectra collected from various catalysts
(Fig. S24†). This upward shi reduces the occupied antibonding
orbitals and strengthens OH adsorption on the Pd@Ru icosa-
hedral surface. Additional evidence for the stronger OHBE of
Pd@Ru icosahedra is obtained through the differential charge
density (Fig. 4e and S25†), further highlighting the stronger
OH* adsorption that contributes to the improved HOR kinetics.
Moreover, compared to Pd@Ru octahedra, the strained Pd@Ru
icosahedra exhibit much stronger orbital hybridization with the
O 2p orbital of OH* (Fig. 4f). These ndings not only corrobo-
rate the trend in HOR activity for our model catalysts but also
provide insights into how tensile strain enhances the catalytic
properties of Pd@Ru icosahedra.

Furthermore, the energetic proles of the HOR pathway for
Pd@Ru icosahedra and Pd@Ru octahedra were obtained
(Fig. 4g, S26 and S27†). Further analysis of the Volmer step,
which involves the combination of reactive OH* and *H to
produce H2O, was conducted to identify the key rate-
determining step (Fig. S28†). Corresponding to the DFT
results for DGOH*, the reaction barrier for the water generation
process was found to be lower on the strained Pd@Ru icosa-
hedra. Specically, Pd@Ru icosahedra exhibit a signicantly
lower activation barrier (0.88 eV) compared to Pd@Ru octa-
hedra (1.02 eV). This reduced energy barrier on Pd@Ru icosa-
hedra contributes to its superior HOR activity, aligning with the
experimental observations. Taken together, we nally conclude
that the tensile strain of Pd@Ru icosahedra plays a pivotal role
in enhancing OHBE, thereby improving HOR kinetics in alka-
line environments.

Conclusions

In summary, we have synthesized strained Pd@Ru icosahedra
and unstrained Pd@Ru octahedra with similar sizes and
surface facets, which serve as well-shaped platforms for efficient
alkaline HOR. The strained Pd@Ru icosahedra deliver an
impressive mass activity of 2.5 A mgRu

−1 at 50 mV, realizing
a 2.8-fold enhancement compared to that of the almost
unstrained Pd@Ru octahedra toward the HOR. Remarkably,
such activity signicantly surpasses that of commercial Pt/C
and Ru/C catalysts. Furthermore, the Pd@Ru icosahedra
present 88.8% retention in current density aer 8000 s of the
durability test. Mechanistic investigations identify that tensile
strain on the Pd@Ru icosahedron surface enhances HOR
performance by upshiing the d-band center and strengthening
the OH* adsorption. This accounts for the higher alkaline HOR
activity of Pd@Ru icosahedra compared to Pd@Ru octahedra.
Overall, this work provides an in-depth understanding of the
strain effect in the hydrogen oxidation reaction and implies new
opportunities for the design of highly efficient electrocatalysts
by strain engineering.
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R. Schlögl and H. J. Freund, The Structure of Pt-Aggregates
on a Supported Thin Aluminum Oxide Film in Comparison
with Unsupported Alumina: a Transmission Electron
Microscopy Study, Surf. Sci., 1997, 391, 27–36.

46 J. Z. Y. Seow and T. D. Nguyen, Electrochemically Assisted
Synthesis of Ultra-Small Ru@IrOx Core-Shell Nanoparticles
for Water Splitting Electrocatalysis, Electrochim. Acta, 2020,
341, 136058.

47 T. Wang, L.-Y. Li, L.-N. Chen, T. Sheng, L. Chen, Y.-C. Wang,
P. Zhang, Y.-H. Hong, J. Ye, W.-F. Lin, Q. Zhang, P. Zhang,
G. Fu, N. Tian, S.-G. Sun and Z.-Y. Zhou, High CO-Tolerant
Ru-Based Catalysts by Constructing an Oxide Blocking
Layer, J. Am. Chem. Soc., 2022, 144, 9292–9301.

48 H. Guo, L. Li, Y. Chen, W. Zhang, C. Shang, X. Cao, M. Li,
Q. Zhang, H. Tan, Y. Nie, L. Gu and S. Guo, Precise Strain
Tuning Boosts Electrocatalytic Hydrogen Generation, Adv.
Mater., 2023, 35, 2302285.

49 Q. Hu, K. Gao, X. Wang, H. Zheng, J. Cao, L. Mi, Q. Huo,
H. Yang, J. Liu and C. He, Subnanometric Ru clusters with
Upshied D band Center Improve Performance for
Alkaline Hydrogen Evolution Reaction, Nat. Commun.,
2022, 13, 3958.

50 Z. Zhuang, S. A. Giles, J. Zheng, G. R. Jenness, S. Caratzoulas,
D. G. Vlachos and Y. Yan, Nickel Supported on Nitrogen-
Doped Carbon Nanotubes as Hydrogen Oxidation Reaction
Catalyst in Alkaline Electrolyte, Nat. Commun., 2016, 7,
10141.

51 Y.-H. Wang, X.-T. Wang, H. Ze, X.-G. Zhang,
P. M. Radjenovic, Y.-J. Zhang, J.-C. Dong, Z.-Q. Tian and
J.-F. Li, Spectroscopic Verication of Adsorbed Hydroxy
Intermediates in the Bifunctional Mechanism of the
Hydrogen Oxidation Reaction, Angew. Chem., Int. Ed., 2021,
60, 5708–5711.

52 D. Strmcnik, M. Uchimura, C. Wang, R. Subbaraman,
N. Danilovic, D. van der Vliet, A. P. Paulikas,
V. R. Stamenkovic and N. M. Markovic, Improving the
Hydrogen Oxidation Reaction Rate by Promotion of
Hydroxyl Adsorption, Nat. Chem., 2013, 5, 300–306.

53 L. Wei, Y. Dong, W. Yan, Y. Zhang, C. Zhan, W.-H. Huang,
C.-W. Pao, Z. Hu, H. Lin, Y. Xu, H. Geng and X. Huang,
Hollow Pt-Encrusted RuCu Nanocages Optimizing OH
Adsorption for Efficient Hydrogen Oxidation
Electrocatalysis, Angew. Chem., Int. Ed., 2025, 64,
e202420177.

54 Y. Xue, L. Shi, X. Liu, J. Fang, X. Wang, B. P. Setzler, W. Zhu,
Y. Yan and Z. Zhuang, A Highly-Active, Stable and Low-Cost
Platinum-Free Anode Catalyst Based on RuNi for Hydroxide
Exchange Membrane Fuel Cells, Nat. Commun., 2020, 11,
5651.

55 L. Su, Y. Jin, D. Gong, X. Ge, W. Zhang, X. Fan and W. Luo,
The Role of Discrepant Reactive Intermediates on Ru-Ru2P
Heterostructure for pH-Universal Hydrogen Oxidation
Reaction, Angew. Chem., Int. Ed., 2023, 62, e202215585.
© 2025 The Author(s). Published by the Royal Society of Chemistry

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d5sc02886h


Edge Article Chemical Science

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

3 
T

ha
ng

 S
au

 2
02

5.
 D

ow
nl

oa
de

d 
on

 2
8/

02
/2

02
6 

5:
11

:0
5 

SA
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
56 J. Yue, Y. Li, C. Yang and W. Luo, Hydroxyl-Binding Induced
Hydrogen Bond Network Connectivity on Ru-based Catalysts
for Efficient Alkaline Hydrogen Oxidation Electrocatalysis,
Angew. Chem., Int. Ed., 2025, 64, e202415447.

57 Q. He, Y. Zhou, H. Shou, X. Wang, P. Zhang, W. Xu, S. Qiao,
C. Wu, H. Liu, D. Liu, S. Chen, R. Long, Z. Qi, X. Wu and
L. Song, Synergic Reaction Kinetics over Adjacent
Ruthenium Sites for Superb Hydrogen Generation in
Alkaline Media, Adv. Mater., 2022, 34, 2110604.

58 X. Zhang, L. Xia, G. Zhao, B. Zhang, Y. Chen, J. Chen, M. Gao,
Y. Jiang, Y. Liu, H. Pan and W. Sun, Fast and Durable
Alkaline Hydrogen Oxidation Reaction at the Electron-
© 2025 The Author(s). Published by the Royal Society of Chemistry
Decient Ruthenium-Ruthenium Oxide Interface, Adv.
Mater., 2023, 35, 2208821.

59 F. Lin, H. Luo, L. Li, F. Lv, Y. Chen, Q. Zhang, X. Han,
D. Wang, M. Li, Y. Luo, K. Wang, L. Gu, Q. Wang, X. Zhao,
M. Luo and S. Guo, Synthesis of Isolated Ru-O3 Sites on
Hexagonal Close-Packed Intermetallic Penta-Metallene for
Hydrogen Oxidation Electrocatalysis, Nat. Synth., 2025, 4,
399–409.

60 B. Hammer and J. K. Nørskov, Electronic Factors
Determining the Reactivity of Metal Surfaces, Surf. Sci.,
1995, 343, 211–220.
Chem. Sci., 2025, 16, 14468–14477 | 14477

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d5sc02886h

	Understanding the strain effect in alkaline hydrogen oxidation reaction over well-defined Ru surfaces: insights into catalyst designElectronic supplementary information (ESI) available. See DOI: https://doi.org/10.1039/d5sc02886h
	Understanding the strain effect in alkaline hydrogen oxidation reaction over well-defined Ru surfaces: insights into catalyst designElectronic supplementary information (ESI) available. See DOI: https://doi.org/10.1039/d5sc02886h
	Understanding the strain effect in alkaline hydrogen oxidation reaction over well-defined Ru surfaces: insights into catalyst designElectronic supplementary information (ESI) available. See DOI: https://doi.org/10.1039/d5sc02886h
	Understanding the strain effect in alkaline hydrogen oxidation reaction over well-defined Ru surfaces: insights into catalyst designElectronic supplementary information (ESI) available. See DOI: https://doi.org/10.1039/d5sc02886h
	Understanding the strain effect in alkaline hydrogen oxidation reaction over well-defined Ru surfaces: insights into catalyst designElectronic supplementary information (ESI) available. See DOI: https://doi.org/10.1039/d5sc02886h
	Understanding the strain effect in alkaline hydrogen oxidation reaction over well-defined Ru surfaces: insights into catalyst designElectronic supplementary information (ESI) available. See DOI: https://doi.org/10.1039/d5sc02886h

	Understanding the strain effect in alkaline hydrogen oxidation reaction over well-defined Ru surfaces: insights into catalyst designElectronic supplementary information (ESI) available. See DOI: https://doi.org/10.1039/d5sc02886h
	Understanding the strain effect in alkaline hydrogen oxidation reaction over well-defined Ru surfaces: insights into catalyst designElectronic supplementary information (ESI) available. See DOI: https://doi.org/10.1039/d5sc02886h
	Understanding the strain effect in alkaline hydrogen oxidation reaction over well-defined Ru surfaces: insights into catalyst designElectronic supplementary information (ESI) available. See DOI: https://doi.org/10.1039/d5sc02886h
	Understanding the strain effect in alkaline hydrogen oxidation reaction over well-defined Ru surfaces: insights into catalyst designElectronic supplementary information (ESI) available. See DOI: https://doi.org/10.1039/d5sc02886h
	Understanding the strain effect in alkaline hydrogen oxidation reaction over well-defined Ru surfaces: insights into catalyst designElectronic supplementary information (ESI) available. See DOI: https://doi.org/10.1039/d5sc02886h


