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Single-atom catalysis, which utilizes single atoms as active sites, is one of the most promising ways to

enhance the catalytic activity and to reduce the amount of precious metals used. Platinum atoms

deposited on graphene are reported to show enhanced catalytic activity for some chemical reactions,

e.g. methanol oxidation in direct methanol fuel cells. However, the precise atomic structure, the key to

understand the origin of the improved catalytic activity, is yet to be clarified. Here, we present

a computational study to investigate the structure of platinum adsorbed on graphene with special

emphasis on the edges of graphene nanoribbons. By means of density functional theory based

thermodynamics, we find that single platinum atoms preferentially adsorb on the substitutional carbon

sites at the hydrogen terminated graphene edge. The structures are further corroborated by the core

level shift calculations. Large positive core level shifts indicate the strong interaction between single Pt

atoms and graphene. The atomistic insight obtained in this study will be a basis for further investigation

of the activity of single-atom catalysts based on platinum and graphene related materials.
1 Introduction

High-performance electrocatalysts are highly desired for elec-
trochemical energy conversion devices, such as photovoltaic
cells and fuel cells. Platinum (Pt) is widely used as an electro-
catalyst, as it exhibits high catalytic activity not only for
hydrogen oxidation but also for oxygen reduction at low
temperatures.1,2 Nevertheless, there is still an urgent need to
address the high cost of Pt and to search for alternative cata-
lysts, which use small amounts of Pt or no Pt with earth-abun-
dant materials. Tremendous efforts have been devoted to
achieve these goals, including the use of non-precious metals
for Pt–metal alloys,3–9 or the use of noble metal-free cata-
lysts.10–13 Particularly interesting are Pt clusters supported by
graphitic materials, such as carbon black, carbon nanotubes,
and graphene, which have been extensively studied both
experimentally,14–20 and theoretically.21–34 A better catalytic
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activity of small Pt clusters supported by graphene sheets has
been demonstrated experimentally.16,17 These results lead to
the hypothesis that downsizing the Pt clusters to single atoms
can enhance the catalytic activity. Recently, Sun et al. have
successfully deposited single Pt atoms on graphene nano-
sheets using atomic layer deposition and then demonstrated
a signicant improvement of the catalytic activity for the
methanol oxidation reaction.35 Cheng et al. also showed that
a Pt single-atom catalyst deposited on nitrogen doped gra-
phene nanosheets exhibits enhanced catalytic activity for the
hydrogen evolution reaction.36 The vacancies usually formed
during the preparation are expected to have strong interac-
tions with the Pt atoms as demonstrated in several theoretical
studies.23,31,32 Back et al. have predicted the great potential of
a single atom catalyst supported on defective graphene for
CO2 electroreduction applications.37 However, the dispersion
of the single Pt atoms on graphene is limited to the number of
point defects. On the other hand, the graphene edge might
offer more space for depositing single Pt atoms. Kong et al.
have theoretically investigated Pt single-atom adsorption at
the edges of graphite nanobers and found that the atoms are
tightly bound to the edges due to the existence of active
dangling bonds.38 By employing transmission electron
microscopy, the structure and dynamics of Au,39 Fe,40 Cu,41

and Pt41,42 atoms at the edges have been studied. Some
experimental studies also observed that Pt nano-clusters at the
graphene edges are stable at high-temperatures.43–45 However,
the adsorption state and the catalytic activities of single Pt
atoms are not yet fully understood.
Nanoscale Adv., 2019, 1, 1165–1174 | 1165
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Fig. 1 Optimized structures of Pt single-atom adsorption on (a) pris-
tine graphene (GR), (b) graphene with a carbon mono-vacancy (V1), (c)
graphene with a carbon di-vacancy (V2), (d) grain-boundary graphene
(GB-GR), and (e) disorder graphene (DisGR).
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In this work, we investigate Pt single-atom adsorption on
graphene by means of density functional theory (DFT) that
includes van der Waals forces. We perform systematic calcula-
tions to determine the adsorption state of single Pt atoms on
graphene, including defective graphene structures and gra-
phene edges. Special emphasis is devoted to the graphene
edges, as they are abundant under realistic conditions. We
consider both zigzag and armchair edges, including the
dependence on hydrogen termination. We examine their
stability by taking into account the environmental effects, via
DFT based thermodynamics.46 We nd that single Pt atoms
adsorb preferentially at the edge rather than on graphene, and
the substitutional carbon site is the most stable one under the
conditions relevant to experiments. Furthermore, the core level
shi (CLS) of Pt atoms is calculated for each structure, which is
used to validate the predicted structure against the experiment.

2 Computational details

All the DFT calculations are performed by using STATE code47,48

with ultraso pseudopotentials.49 A plane-wave basis set is used
to expand wave functions and charge density with cutoff ener-
gies of 36 Ry and 400 Ry, respectively. We use rev-vdW-DF2 (ref.
50) exchange correlation functional as implemented51 in the
code with an efficient algorithm.52,53 Pseudopotentials are
generated using the Perdew–Burke–Ernzerhof (PBE)54 func-
tional and the use of PBE pseudopotentials in rev-vdW-DF2
calculations is validated in ref. 55. We use a (6 � 6) supercell to
simulate Pt single-atom adsorption on pristine (GR), mono-
carbon vacancy (V1), and di-carbon vacancy (V2) graphene
structures. We introduce the 7575 membered rings of graphene
as a boundary between zigzag and armchair as observed in ref.
56, denoted as grain-boundary graphene (GB-GR). We place the
GB-GR in a 17.23 Å � 14.03 Å rectangular unit cell. We also
construct disorder graphene (DisGR) reported in ref. 57, and
place it in a 20.37 Å � 24.67 Å rectangular cell. Brillouin zone
integration is performed for all structures using the G-centered
4 � 4 k-point mesh for pristine, mono-carbon vacancy, and di-
carbon vacancy graphenes; 2 � 3 k-point mesh for GB-GR; and
the G-point for DisGR. To investigate the edge effect in the Pt
adsorption, we employ graphene nanoribbons (GNRs) with
zigzag (zGNR) and armchair (aGNR) edges with different
terminations, including non-hydrogenated, mono-hydroge-
nated, and di-hydrogenated ones. We follow the convention
used in ref. 58, i.e., zn to denote zGNR with n hydrogen atoms at
the edge carbon (C) site, and an for aGNR with n hydrogen (H)
atoms. Spin polarization is taken into account for all systems.
zGNR has the localized spin with ferromagnetic order along the
edge and antiparallel orientation between the edges as reported
in ref. 59 and 60, while such localized spin does not appear at
the edge of aGNR. GNRs are modeled using a periodic supercell
along the edges, having the same congurations on both edges.
Following the conventional notation, the width of GNR is
specied by the number of zigzag chains and dimer lines for
zGNR and aGNR, respectively, and we use 5-zGNR and 10-aGNR
in this work. We use supercells containing 4 hexagons for both
zGNR and aGNR, and the resulting supercells contain 40 carbon
1166 | Nanoscale Adv., 2019, 1, 1165–1174
atoms. Supercells in the graphene plane directions correspond
to ð4� 6

ffiffiffi
3

p Þ and ð2 ffiffiffi
3

p � 12Þ supercells of graphene for zGNR
and aGNR, respectively, and graphene planes are separated by
a vacuum of �15 Å thickness. Vacuum thicknesses between
edges are 16.48 Å and 18.70 Å for zGNR and aGNR, respectively.
Brillouin zone integration is performed using the G-centered 6
� 2 k-point set for both zGNR and aGNR. All the graphene based
structures considered in this work are constructed using the
lattice constant of graphene obtained using rev-vdW-DF2
(2.46 Å),61 which is in good agreement with the experimental
value for graphite (2.4589 � 0.0005 Å).62 The structures are fully
relaxed until the forces acting on the atoms become smaller
than 5.14 � 10�2 eV Å�1 (1 � 10�3 Hartree/Bohr). The Pt 4f CLS
including the nal state screening is calculated as the difference
between the core level binding energy of Pt adsorbed GNR and
bulk Pt.63,64
3 Results and discussion
3.1 Pt single-atom adsorption on pristine and defective
graphene structures

We rst consider pristine and defective graphene structures and
adsorption of single Pt atoms on them as shown in Fig. 1. We
calculate the binding energy dened by

Eb ¼ EPt/G � EG � mPt, (1)

where EPt/G, EG, and mPt are the total energy of the adsorption
system, the total energy of the substrate, and the chemical
potential of Pt, respectively. We use the total energy of an iso-
lated Pt atom for mPt. In Table 1, we summarize the calculated
binding energies of a single Pt atom on pristine and defective
graphene structures. The binding energy for the pristine gra-
phene is slightly larger than those reported in ref. 26 because of
the exchange–correlation functionals used (see Table S1 in the
ESI† for the binding energies calculated using the PBE54 func-
tional). The Pt single-atom adsorption on graphene with
vacancy is signicantly stable, because the Pt atom terminates
This journal is © The Royal Society of Chemistry 2019
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Table 1 Binding energy (Eb) of Pt single-atom adsorption for several
graphene based structures

Structure Eb/eV

Pt/GR �1.97
Pt/V1 �7.70
Pt/V2 �7.57
Pt/GB-GR �2.55
Pt/DisGR �2.99
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View Article Online
dangling bonds associated with the C vacancy. However, the
energies necessary to create the C vacancies (formation energies
for C vacancy with respect to the C atom in graphene) are 7.77
eV and 7.86 eV for V1 and V2, respectively, and the effective
binding energies are +0.07 eV and +0.29 eV, respectively. Thus
we conclude that the Pt single-atom adsorption at the C vacancy
site is thermodynamically less favorable. The binding energies
of a single Pt atom for GB-GR and DisGR are apparently much
larger than that for pristine graphene. However, this is because
GB-GR and DisGR are less stable and thus more reactive than
the pristine one. They are less stable than pristine graphene by
0.17 and 0.39 eV per C atom, respectively.

3.1.1 Pristine GNR. We then investigate the most stable
GNR by calculating the formation energy dened by

Eform ¼ 1

2L

�
EGNR �NCEGR � NH

2
mH2

�
; (2)

where EGNR, EGR, and mH2
are the total energy of GNR, total

energy of C atoms in bulk graphene (total energy of graphene
per atom), and chemical potential of H2 molecule, respectively;
NC (NH) is the number of C (H) atoms in GNR; and L is the length
of the unit cell along the edge. Fig. 2 shows the calculated
formation energy as a function of H2 chemical potential. It is
found that at high H2 chemical potential, aGNR (a2) is stable,
whereas zGNRs are more stable at low H2 chemical potential,
and non-hydrogenated GNR is unstable in a wide range of H2
Fig. 2 Formation energy of GNR as a function of H2 chemical
potential.DmH2

¼ mH2
� EH2

, where EH2
is the total energy of a gas-phase

H2 molecule at 0 K.

This journal is © The Royal Society of Chemistry 2019
chemical potential, in good agreement with the previous
study.58 The positions of the intersections differ from those
reported in ref. 58, because the exchange–correlation func-
tionals used are different (see Fig. S1 in the ESI† for comparison
of the results obtained using rev-vdW-DF2 and PBE). We also
conrm that the stability is insensitive to the GNR width (see
Fig. S2 in the ESI†).

To compare the stability of the GNRs with the defective
graphene structures, we calculate the formation energy per C
atom (replace 2L in eqn (2) with NC). At mH2

¼ EH2
, the formation

energy per C atom of z0, z1, z2, a0, a1, and a2 are 0.61, 0.06, 0.10,
0.44, 0.03, and �0.00 eV, respectively. Thus, although most
GNRs considered here are less stable than pristine graphene
(i.e. most GNRs have positive Eform at mH2

¼ EH2
), hydrogenated

GNRs are more stable than defective graphene structures.
3.2 Pt single-atom adsorption on zGNRs

We consider Pt single-atom adsorption on non-hydrogenated
zGNR (z0). We systematically construct the adsorption congu-
rations with and without defects, and label them according to
the Kröger–Vink notation,65 as shown in Fig. 3. We rst consider
the Pt single-atom adsorption at the top- and bridge-site of
perfect z0, denoted as PtT@z0 (Fig. 3(a)) and PtB@z0 (Fig. 3(b)),
respectively. Second, we introduce a Stone–Wales (SW) defect at
the edge of z0, denoted as z(57)0, and a Pt atom adsorbed at the
long-bridge (LB) site of the SW defect, denoted as PtLB@z(57)0
(Fig. 3(c)). We introduce substitutional Pt with single edge
carbon atoms (Ca, Cb) denoted as PtCa

@z0 (Fig. 3(d)) and PtCb
@z0
Fig. 3 Optimized structures of Pt single-atom adsorption at the edge
of non-hydrogenated zGNRs. Purple (brown) spheres represent Pt (H)
atoms. The first, second, and third outermost carbon atoms are
denoted as Ca, Cb, and Cg, respectively. L indicates the periodicity of
the ribbons along the edge direction.

Nanoscale Adv., 2019, 1, 1165–1174 | 1167

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c8na00236c


Table 2 Gibbs free energy (DU) and core level shift (CLS) of Pt
atom@zGNRs at mC ¼ EGR and mH ¼ EH2

DU(EGR,EH2
)/eV CLS/eV

z0 z1 z2 z0 z1 z2

PtT +19.02 +0.15 +1.61 �0.56 �0.93 �1.30
PtB +17.98 +1.57 +2.57 +0.44 +0.35 +0.35
PtLB

a +20.35 +3.88 +4.86 +0.44 +0.44 +0.29
PtCa

+17.61 �0.25 +1.92 +0.50 +1.43 +1.20
PtCb

+22.16 +1.89 +0.51 +1.44 +1.37 +1.42
Pt(Ca) +17.60 +1.79 +2.98 �0.29 +0.24 +0.48
PtCa

VCa
+17.69 +2.02 +3.33 �0.42 +0.54 +0.88

PtCaCb
+18.08 +0.14 +1.62 +0.81 +0.81 +0.52

PtCbCg
+22.87 +2.11 +1.21 +1.67 +0.82 +1.11

Expt — — — +2.0 � 0.4b

a PtLB should be adsorbed at the edge of z(57)n.
b Taken from ref. 42.
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(Fig. 3(e)), respectively. We also consider two outermost carbon
vacancies (VC), and obtained the Pt substituted with two VC's
(Pt(Ca)@z0, Fig. 3(f)) and a complex of a substitutional Pt and VC
(PtCa

VCa
@z0, Fig. 3(g)). Finally we consider Pt congurations with

a divacancy formed with the outermost and second outermost
atoms and that with second and third outermost C atoms (PtCa-

Cb@z0 (Fig. 3(h)) and PtCbCg
@z0 (Fig. 3(i), respectively).

For the optimized structures with a single Pt atom at the
edge of z0, we calculate the Gibbs free energy dened by

DU(mC) ¼ EPt@GNR � Eref � mPt � DNCmC, (3)

where EPt@GNR and Eref are the total energies of adsorbed and
reference systems, respectively; DNC is the difference of the
number of C atoms from the reference system; and mPt and mC

are the chemical potentials of Pt and C, respectively. Here we
choose pristine graphene as the reference (Eref ¼ EGR � NC,
where NC is the number of C atoms in the perfect GNR). mPt is
chosen to be the total energy of an isolated Pt atom (EPt) and mC

varies around the chemical potential of graphene. Fig. 4 shows
the Gibbs free energy as a function of C chemical potential for
nine structures considered in this work, and those at mC ¼ EGR
(the system is in equilibrium with graphene) are summarized in
Table 2. We can see that all the structures have large positive
Gibbs free energies at mC ¼ EGR, suggesting that Pt single-atom
adsorption at the edges of z0 is thermodynamically unstable.
Among the Pt adsorption structures on z0, PtCa

@z0 is the most
favorable conguration. However, the calculated CLS for
PtCa

@z0 is too small compared with the experimental value of
(+2.0 � 0.4) eV,42 suggesting that this adsorption conguration
is unlikely. On the other hand, PtCb

@z0 and PtCbCg
@z0 show

a relatively large CLS of +1.44 and +1.67 eV, respectively.
However, their Gibbs free energies are signicantly large, ruling
out these congurations. Thus, we conclude that Pt single-atom
adsorption on the non-hydrogenated GNR is unlikely under the
equilibrium conditions.

We then investigate the stability of Pt single-atom adsorption
on mono- and di-hydrogenated zGNRs (z1 and z2). The
Fig. 4 The Gibbs free energy for the pristine GNRs as a function of C
chemical potentials. DmC ¼ mC � EGR is the C chemical potential
referenced to the total energy of graphene at 0 K (EGR).

1168 | Nanoscale Adv., 2019, 1, 1165–1174
structures are similar to those adopted for non-hydrogenated
zGNRs as shown in Fig. 5 and 6 for z1 and z2, respectively. We
optimized all the structures and calculated the Gibbs free
energy given by

DU
�
mC;mH2

� ¼ E
Pt@GNR

� Eref � mPt � DNCmC � DNH

2
mH2

; (4)

where EPt@GNR (Eref) is the total energy of the adsorbed system
(reference system), mPt ¼ EPt, DNC, and DNH are the difference of
numbers of C and H atoms from the reference system, respec-
tively, and mC and mH2

are chemical potentials of C atom and H2

molecule, respectively. As in the case of z0, pristine graphene is
Fig. 5 Optimized structures of Pt single-atom adsorption at the edges
of mono-hydrogenated zGNRs. Purple, brown, and light blue spheres
represent Pt, C, and H atoms, respectively. The first, second, and third
outermost C atoms are denoted as Ca, Cb, and Cg, respectively. L
indicates the periodicity of the ribbons along the edge direction.

This journal is © The Royal Society of Chemistry 2019
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Fig. 6 Optimized structures of Pt single-atom adsorption at the edges
of di-hydrogenated zGNRs. Purple, brown, and light blue spheres
represent Pt, C, and H atoms, respectively. The first, second, and third
outermost C atoms are denoted as Ca, Cb, and Cg, respectively. L
indicates the periodicity of the ribbons along the edge direction.

Fig. 7 The Gibbs free energy for Pt single-atom adsorption at the
edge of zGNRs as a function of C and H2 chemical potentials.DmC¼ mC
� EGR and DmH2

¼ mH2
� EH2

are C and H2 chemical potentials refer-
enced to the total energies of gas-phase H2 and graphene, respec-
tively. The bottom axes show the corresponding H2 chemical
potentials at the absolute temperature T and partial pressure P (with P�

¼ 1 atm), mH2
¼ H�(T) � H�(0) � TS�(T) + kBT ln(P/P�), where the

enthalpy H� and the entropy S� are obtained from ref. 66.

Fig. 8 Optimized structures of Pt single-atom adsorption at the edges
of mono-hydrogenated aGNRs. Purple, brown, and light blue spheres
represent Pt, C, and H atoms, respectively. The first, second, and third
outermost C atoms are denoted as Ca, Cb, and Cg, respectively. L
indicates the periodicity of the ribbons along the edge direction.
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chosen as the reference. We calculate DU for z0, z1, and z2 as
a function of mH2

and mC and generate the phase diagram as
shown in Fig. 7. We also calculate DU at mC ¼ EGR and mH2

¼ EH2

for the structures considered, where EH2
is the total energy of an

isolated H2 molecule. The results are summarized in Table 2
along with the calculated CLSs for each structure. As expected,
single Pt atom adsorbed non-hydrogenated zGNR is unstable
and does not appear in the phase diagram. We nd that PtCa

@z1
only exhibits negative DU at mC ¼ EGR and mH2

¼ EH2
, suggesting

that this structure is thermodynamically stable under these
conditions. Furthermore, the calculated CLS for this structure is
in reasonable agreement with the experiment. Among the
hydrogenated GNR structures, calculated CLSs for PtCb

@z1 and
PtCa

@z2 are also reasonable. However, they show positive DU's,
implying that these structures are less likely than PtCa

@z1.

3.3 Pt single-atom adsorption on aGNRs

We investigate the Pt single-atom adsorption at the edge of
mono- and di-hydrogenated aGNRs. We do not consider non-
hydrogenated aGNRs as the non-hydrogenated structures are
unstable as observed in the case of zGNR. We consider the
following structures: Pt adsorbed at short-bridge (SB) and long-
bridge (LB) sites (Fig. 8(a) and (b), respectively); substitutional
Pt with single C atom respectively (Fig. 8(c)–(e)); substitutional
Pt with two C atoms (Fig. 8(f)–(i)). We construct similar struc-
tures for dihydrogenated aGNR (Fig. 9). The structures are fully
optimized and the Gibbs free energies are calculated according
to eqn (4). The phase diagram for aGNR is shown in Fig. 10, and
This journal is © The Royal Society of Chemistry 2019 Nanoscale Adv., 2019, 1, 1165–1174 | 1169
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DU's at mC ¼ EGR and mH2
¼ EH2

for different adsorption
congurations are summarized in Table 3. We nd that PtCa

@z2
is the most stable at mC ¼ EGR and mH2

¼ EH2
with reasonable

CLS, suggesting that this structure is the most likely candidate
under these conditions. Furthermore, the absolute value of
calculated DU is much larger than that of the most stable zGNR,
suggesting that Pt adsorbed at aGNR is thermodynamically
more stable than Pt adsorbed at zGNR. We also nd that
PtCb

@a1, PtCg
@a1, and PtCg

@a2 show relatively large positive
CLSs. However, they show large positive DU at mC ¼ EGR and mH2

¼ EH2
and therefore appear in the phase diagram (Fig. 10). In

particular the latter two show large positive DU and are less
likely.
Fig. 10 The Gibbs free energy for Pt single-atom adsorption at the
edges of aGNRs as a function of C and H2 chemical potentials. DmC ¼
mC � EGR and DmH2

¼ mH2
� EH2

are C and H2 chemical potentials
referenced to the total energies of gas-phase H2 and graphene,
respectively. The bottom axes show the corresponding H2 chemical
potentials at the absolute temperature T and partial pressure P (with P�

¼ 1 atm), mH2
¼ H�(T) � H�(0) � TS�(T) + kBT ln(P/P�), where the

enthalpy H� and the entropy S� are obtained from ref. 66.
3.4 Impact of the substrate

Here we examine the effect of the substrate, as in the experi-
ment,42 Pt single-atom adsorption has been observed at the step
edge of graphite, and the graphene underneath may play some
role. We perform the structural optimization with the graphene
substrate and calculate the CLS of Pt single-atom at the edge of
zGNR. We adopt the adsorption structures with z1 and intro-
duced graphene underneath as shown in Fig. 11. We optimize
the structures and calculate the binding energy dened by

Eb ¼ E
Pt@zGNR

� Eref � EPt � DNCEGR � DNH

2
EH2

; (5)

where EPt@zGNR is the total energies of Pt adsorbed at zGNR
(with and without the graphene substrate) and Eref is the total
Fig. 9 Optimized structures of Pt single-atom adsorption at the edges
of di-hydrogenated aGNRs. Purple, brown, and light blue spheres
represent Pt, C, and H atoms, respectively. The first, second, and third
outermost C atoms are denoted as Ca, Cb, and Cg, respectively. L
indicates the periodicity of the ribbons along the edge direction.
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energy of the reference system, where we use perfect z1 and
perfect z1 on graphene (z1/GR) as references for the binding
energies for a Pt single-atom at z1 and at z1/GR, respectively.
Calculated binding energies and corresponding CLSs are
summarized in Table 4. We can see that the difference of the
binding energies with and without the substrate is insigni-
cant, and in most cases, the substrate plays a role in stabilizing
the Pt single-atom adsorption, except for PtCb

@z1. The most
stable adsorption structure (PtCa

@z1) is unchanged and the
binding energy difference is 0.16 eV upon inclusion of the
substrate. The substrate does have an insignicant impact on
Table 3 The Gibbs free energy (DU) for Pt atom adsorption at aGNRs
at mC ¼ EGR and mH ¼ EH2

and the corresponding core level shift (CLS)

DU(EGR,EH2
)/eV CLS/eV

a1 a2 a1 a2

PtSB +0.67 �0.32 +0.63 +0.60
PtLB �0.69 �0.94 +0.44 +0.77
PtCa

�0.35 �2.24 +1.33 +1.33
PtCb

+0.91 �0.02 +1.56 +0.82
PtCg

+4.15 +3.00 +2.36 +2.33
Pt(Ca)2 �0.57 �1.90 +0.17 +0.51
PtCaCb

+0.33 �1.40 +0.53 +0.77
Pt(Cb)2 +0.51 �1.17 �0.11 �0.74
PtCbCg

+1.48 �0.44 +0.05 �0.03
Expt. — — +2.0 � 0.4a

a Taken from ref. 42.

This journal is © The Royal Society of Chemistry 2019
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Fig. 11 Optimized structures of Pt single-atom adsorption at the
edges of mono-hydrogenated zGNRs with a graphene substrate.
Purple, brown, and light blue spheres represent Pt, C, and H atoms,
respectively and the grey honeycomb corresponds to the graphene
layer. The first, second, and third outermost C atoms are denoted as
Ca, Cb, and Cg, respectively. L indicates the periodicity of the ribbons
along the edge direction.

Table 4 The binding energy (Eb) and the core level shift (CLS) of Pt
single-atom adsorption at the edges of z1 with and without the
substrate graphene (GR)

Eb/eV CLS/eV

w/o GR w/GR w/o GR w/GR

PtT@z1 �2.19 �2.32 �0.93 �0.94
PtB@z1 �0.77 �0.88 +0.35 +0.34
PtLB@z(57)1 +1.55 +1.70 +0.44 +0.51
PtCa

@z1 �2.58 �2.74 +1.43 +1.24
PtCb

@z1 �0.44 �0.33 +1.37 +1.99
Pt(Ca)@z1 �0.54 �0.58 +0.24 +0.21
PtCa

VCa
@z1 �0.32 �0.36 +0.54 �0.50

PtCaCb
@z1 �2.19 �2.17 +0.81 +0.81

PtCbCg
@z1 �0.22 �0.01 +0.82 +0.78

Expt — — +2.0 � 0.4a

a Taken from ref. 42.
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the calculated core level shi, especially for the most stable
PtCa

@z1. The change is �0.19 eV and the conclusion is
unaltered.
Fig. 12 The binding energy for Pt single-atom adsorption at the edge
of GNRs as a function of C and H2 chemical potentials. The chemical
potentials of C (DmC) and H2 (DmH2

) are referenced to the total energies
of graphene and gas-phase H2 molecule at 0 K, respectively. The
bottom axes show the corresponding H2 chemical potentials at the
absolute temperature T and partial pressure P (with P� ¼ 1 atm), mH2

¼
H�(T) � H�(0) � TS�(T) + kBT ln(P/P�), where the enthalpy H� and the
entropy S� are obtained from ref. 66.
4 Discussion

Experimentally, both zigzag and armchair edges coexist
depending on the environment. Thus, it is desirable to compare
the stability of single Pt atoms adsorbed at the edges of zGNR
and aGNR on the same footing, and investigate the favorable
adsorption site when both edges are exposed. For this purpose,
we dene the binding energy of a single Pt atom as

Eb

�
mC;mH2

� ¼ E
Pt@zðaÞGNR

� EzðaÞGNR � EPt � DNCmC

� DNH

2
mH2

; (6)

where EPt@z(a)GNR and Ez(a)GNR are total energies of Pt adsorbed
zGNR (aGNR) and pristine zGNR (aGNR), respectively. We note
This journal is © The Royal Society of Chemistry 2019
that the total energy of the most stable form of GNR at a given
mH2

is used as a reference (Ez(a)GNR, see also Fig. 2). Eb is an
indicator of the strength of Pt single-atom adsorption and can
be used to discuss the stability of Pt when both zGNR and aGNR
are present. Calculated Eb's as a function of mC and mH2

(phase
diagram) are shown in Fig. 12 and those at mC ¼ EGR and mH2

¼
EH2

are summarized in Table 5. We nd that although aGNRs
and Pt adsorbed aGNRs are thermodynamically more stable
than zGNRs in terms of the Gibbs free energy (see Tables 3 and
2), Pt adsorption at the edges of zGNRs is more favorable. This
suggests that when armchair and zigzag edges coexist, single Pt
atoms prefer to adsorb at the zigzag edge. At around mC ¼ EGR,
Nanoscale Adv., 2019, 1, 1165–1174 | 1171
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Table 5 The binding energies (Eb) of the favorable Pt single-atom
adsorption configurations at mC ¼ EGR and mH ¼ EH2

Conguration Eb/eV

PtT@z1 �2.19
PtCa

@z1 �2.58
PtCaCb

@z1 �2.19
PtT@z2 �0.72
PtCb

@z2 �1.82
PtCbCg

@z2 �1.13
PtLB@a1 �0.61
Pt(Ca)2@a1 �0.49
Pt(Ca)2@a2 �1.82
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PtCa
@z1 and PtCb

@z2 are the most likely adsorption structures.
In particular, the calculated CLS for the former agrees reason-
ably with the experimental one, and thus, we conclude that
PtCa

@z1 is the most probable structure. Note that at �0.38 eV#

DmH2
# �0.22 eV, Pt(Ca)2@a2 appears as a stable structure

among PtCaCb
@z1. This narrow a2 region corresponds to the

region where intersections of formation energies are found
(Fig. 2) and the stable (unstable) phase is determined by a subtle
energy balance. As a result, a2 becomes unstable, i.e., more
reactive, and Pt(Ca)2@a2 emerges as a stable adsorption struc-
ture. To determine the precise stability (boundary) when the
different phases compete, however, more accurate and precise
calculation of total energy is required. Nevertheless, the stability
at around mC ¼ EGR and mH2

¼ EH2
is unaffected, and we pursue

this in future work. Very recently, Yamazaki et al. proposed the
threefold-coordinated Pt atom at the edges of graphene akes
based on X-ray photoelectron spectroscopy and DFT calcula-
tions,42 which contradicts our nding that the thermodynami-
cally most stable conguration (PtCa@z1) has a twofold-
coordinated Pt atom. On the other hand, the metastable
PtCb

@z1 in our study, which has a threefold-coordinated Pt
atom, gives relatively large binding energy and reasonable CLS,
and we do not rule out the possibility of the threefold-coordi-
nated Pt atom at the edge at this point. To resolve the
discrepancy, we may need to employ the state-of-the-art theo-
retical method to calculate the absolute binding energy,67 and to
investigate the models for the graphene edge, because we and
Yamazaki et al. use different models (GNR and graphene akes,
respectively) for the graphene edge. Nevertheless, we can
conclude that the Pt single-atom adsorption takes place domi-
nantly at the edge of graphene, and determination of a more
precise position and CLS will be done in the near future.

Here, let us discuss the oxidation state of a single Pt atom, as
it is crucial to the understanding of its catalytic activity. We
calculated the density of states projected on the atomic orbitals
of Pt for PtCa

@z1 (Fig. S3 in the ESI†), which gives CLS in good
agreement with the experimental value. We found that the Pt
d states hybridize with the GNR state. In particular, the Pt dxy
state hybridizes strongly with the C sp state and forms a fully
unoccupied antibonding state, resulting in the formal oxidation
state of 2+. We also performed the Bader charge analysis (Table
S2 in the ESI†), and found that it is not straightforward to assign
the oxidation state of Pt only from the Bader charge analysis,
1172 | Nanoscale Adv., 2019, 1, 1165–1174
especially those at the edges, because of the strong hybridiza-
tion of Pt d states with GNR.

5 Conclusions

We present a systematic density functional theory-based ther-
modynamics study of Pt single-atom adsorption on graphene.
We nd that single Pt atoms adsorb more preferably at the
graphene edge than on the bulk. Although pristine aGNR is
thermodynamically more stable than zGNR under a wide range
of hydrogen pressure, single Pt atoms preferably adsorb at the
edge of hydrogenated zGNR. The calculated core level shis for
the stable structures are in reasonable agreement with the
experiment, supporting our ndings. Our study will serve as
a basis for further investigation of the catalytic activity of single-
atom catalysts based on single Pt atoms and graphene based
nanostructures.
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M. H. Rümmeli, Proc. Natl. Acad. Sci. U. S. A., 2014, 111,
15641–15646.

41 E. Kano, A. Hashimoto and M. Takeguchi, Appl. Phys.
Express, 2017, 10, 025104.

42 K. Yamazaki, Y. Maehara, C.-C. Lee, J. Yoshinobu, T. Ozaki
and K. Gohara, J. Phys. Chem. C, 2018, 122, 27292–27300.

43 A. Hashimoto and M. Takeguchi, J. Electron Microsc., 2012,
61, 409–413.

44 T. Tomai, Y. Kawaguchi, S. Mitani and I. Honma,
Electrochim. Acta, 2013, 92, 421–426.

45 Y. Shen, Z. Zhang, K. Xiao and J. Xi, Phys. Chem. Chem. Phys.,
2014, 16, 21609–21614.

46 K. Reuter and M. Scheffler, Phys. Rev. B: Condens. Matter
Mater. Phys., 2003, 68, 045407.

47 Y. Morikawa, K. Iwata and K. Terakura, Appl. Surf. Sci., 2001,
169–170, 11–15.

48 Y. Morikawa, H. Ishii and K. Seki, Phys. Rev. B: Condens.
Matter Mater. Phys., 2004, 69, 041403.

49 D. Vanderbilt, Phys. Rev. B: Condens. Matter Mater. Phys.,
1990, 41, 7892–7895.

50 I. Hamada, Phys. Rev. B: Condens. Matter Mater. Phys., 2014,
89, 121103.

51 Y. Hamamoto, I. Hamada, K. Inagaki and Y. Morikawa, Phys.
Rev. B: Condens. Matter Mater. Phys., 2016, 93, 245440.
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