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oxides with dual sensing functions for ethanol†

Xin-Yu Huang, a Ya-Ru Kang,b Shu Yan, a Ahmed Elmarakbi, c
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Metal–organic framework (MOF)-derived metal oxide semiconductors have recently received extensive

attention in gas sensing applications due to their high porosity and three-dimensional architecture. Still,

challenges remain for MOF-derived materials, including low-cost and facile synthetic methods, rational

nanostructure design, and superior gas-sensing performances. Herein, a series of Fe-MIL-88B-derived tri-

metallic FeCoNi oxides (FCN-MOS) with a mesoporous structure were synthesized by a one-step hydro-

thermal reaction followed by calcination. The FCN-MOS system consists of three main phases: α-Fe2O3

(n-type), CoFe2O4, and NiFe2O4 (p-type), and the nanostructure and pore size can be controlled by alter-

ing the content of α-Fe2O3, CoFe2O4, and NiFe2O4. The sensors based on FCN-MOS exhibit a high

response of 71.9, a good selectivity towards 100 ppm ethanol at 250 °C, and long-term stability up to 60

days. Additionally, the FCN-MOS-based sensors show a p–n transition gas sensing behavior with the

alteration of the Fe/Co/Ni ratio.

Introduction

Metal–organic frameworks (MOFs), a network with a three-
dimensional porous structure and a large specific surface area,
are constructed via coordination bonds between inorganic
nodes and organic ligands.1–4 Compared to the most MOFs
containing divalent metal cations, Fe-MOFs are more robust
porous frameworks linked by trivalent metals.5 Among the
well-known Fe3+-terephthalate MOFs, Fe-MIL-88B is a flexible
framework with a three-dimensional hexagonal structure and
exhibits continuous breathing during solvation/desolvation.6,7

Considering the outstanding nature of MOFs, recently, tremen-
dous attention has been paid to the development of MOF-
derived metal oxide semiconductors (MOSs).8,9 MOF-derived
MOS materials exhibit multifunctional characteristics and
have been utilized in various applications such as catalysis,10

oxygen evolution reactions,11,12 and ion batteries.13

In the past few decades, various gas sensors have been
developed for monitoring different gases. Among them, chemi-

resistive sensors are widely used for gas detection, owing to
their portable and low-cost properties.14,15 Most chemiresistive
sensors are MOS-based and operate at relatively high tempera-
tures (typically around 300 °C) to achieve better sensing
performances.16,17 However, MOFs cannot remain stable at
such high temperatures because of the poor thermal stability
of their organic skeleton. Besides, it is hard to effectively
obtain the sensing signal of MOFs due to their poor electrical
conductivity, and a few studies directly applied MOFs on
chemiresistive sensors. To overcome the above limitation, it is
feasible and promising to utilize MOF-derived MOSs as
sensing materials, which can effectively optimize the nano-
structure and increase the active sites of sensing materials,
thus improving the gas-sensing performance further.

To date, many polymetallic oxides have been developed for
gas sensing using bimetallic or trimetallic MOFs as templates.
Introducing different metal ions into MOF-derived MOS
systems can effectively increase their active sites and conduc-
tivity, leading to an improvement of the physicochemical reac-
tion rates of target analytes.18,19 Accordingly, Fe-MIL-88B-
derived polymetallic oxides are promising candidates to
enhance gas sensing. Typically, the direct sacrifice of Fe-
MIL-88B can obtain the monometallic oxide of α-Fe2O3, an
n-type semiconductor with a bandgap (Eg) of 2.2 eV, which is
often utilized for chemiresistive gas sensors.17 By doping the
Fe-MIL-88B template with heteroatoms of similar periods,
polymetallic oxides consisting of MFe2O4-based spinels can be
formed. (M = Ni, Co, Zn, and Mn). Furthermore, MFe2O4-based
spinels also show good gas-sensing performance.17 Among

†Electronic supplementary information (ESI) available. See DOI: https://doi.org/
10.1039/d3nr00841j

aCollege of Electronics and Information, University-Industry Joint Center for Ocean

Observation and Broadband Communication, Qingdao University, Qingdao 266071,

P. R. China. E-mail: wfxie@qdu.edu.cn
bSchool of Integrated Circuits, University of Chinese Academy of Sciences, Beijing

100049, P. R. China
cFaculty of Engineering and Environment, Northumbria University, Newcastle upon

Tyne NE1 8ST, UK. E-mail: richard.fu@northumbria.ac.uk
dDepartment of Physics, Dongguk University, Seoul 04620, South Korea

This journal is © The Royal Society of Chemistry 2023 Nanoscale, 2023, 15, 8181–8188 | 8181

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

3 
 2

02
3.

 D
ow

nl
oa

de
d 

on
 2

4/
02

/2
02

6 
17

:1
3:

43
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n 
3.

0 
U

np
or

te
d 

L
ic

en
ce

.

View Article Online
View Journal  | View Issue

http://rsc.li/nanoscale
http://orcid.org/0000-0001-8092-0058
http://orcid.org/0000-0002-0035-5368
http://orcid.org/0000-0002-7479-3870
http://orcid.org/0000-0001-9797-4036
http://orcid.org/0000-0002-5477-7988
https://doi.org/10.1039/d3nr00841j
https://doi.org/10.1039/d3nr00841j
https://doi.org/10.1039/d3nr00841j
http://crossmark.crossref.org/dialog/?doi=10.1039/d3nr00841j&domain=pdf&date_stamp=2023-05-08
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d3nr00841j
https://pubs.rsc.org/en/journals/journal/NR
https://pubs.rsc.org/en/journals/journal/NR?issueid=NR015018


them, CoFe2O4 and NiFe2O4 spinel oxides, which are widely
applied in chemiresistive gas sensors, are p-type semi-
conductor materials with bandgaps of 0.8 and 1.3 eV,
respectively.20,21 For example, double-shelled nanocubes of
Co3O4/CoFe2O4 show a response of 12.7 toward 10 ppm formal-
dehyde with a fast response/recovery speed (4/9 s) and an LOD
of 300 ppb;22 hierarchically double-shelled hollow spheres of
CoFe2O4 exhibit high sensitivity to ammonia gas at 240 °C;20

superfine and porous NiFe2O4 microspheres exhibit a high
selectivity to acetone against other interfering gases, with a
sensitivity of 27.4, an LOD of 200 ppb, and a fast response
time of 2 s towards 100 ppm acetone;23 α-Fe2O3/NiFe2O4 nano-
tubes with a large specific surface area (118.03 m2 g−1) exhibit
excellent sensing performance, including good sensitivity (23),
a fast response speed (4 s), and long-term stability (30 days)
towards 100 ppm acetone at 200 °C.24 Hence, it is worthwhile
to develop α-Fe2O3, CoFe2O4, and NiFe2O4 nanocomposites as
gas-sensing materials by using the Fe-MOF template doped
with Co and Ni heteroatoms.

In this work, a series of Fe-MIL-88B-derived trimetallic
FeCoNi metal oxide semiconductors (FCN-MOS) with a meso-
porous nanostructure were successfully synthesized by a one-
step hydrothermal reaction followed by calcination treatment.
By optimizing the ratio of α-Fe2O3 and MFe2O4 in the
FCN-MOS system, the nanostructure and pore size can be
effectively tuned, resulting in the enhancement of gas-sensing
performance. The FCN-MOS with the optimal molar ratio
(Fe : Co : Ni = 7 : 1.5 : 1.5) has an elongated hexagonal rod-like
structure with abundant mesopores and a large specific area.
The sensor based on Fe7Co1.5Ni1.5 shows high sensitivity (S =
71.9), long-term stability, and good selectivity for ethanol at
the optimal working temperature of 250 °C. Besides, an inter-
esting p–n gas-sensing transition behavior was observed when
varying the Fe/Co/Ni ratio, and the sensing mechanism was
fully discussed.

Experimental
Synthesis of FCN-MOSs

All the chemicals were purchased from Aladdin Industrial
Corporation and used without purification. These include
ferric trichloride (FeCl3·6H2O), cobalt(II) acetate tetrahydrate
(Co(Ac)2·4H2O), nickel(II) acetate tetrahydrate (Ni(Ac)2·4H2O),
p-phthalic acid (1,4-BDC), N,N-dimethylformamide (DMF),
acetone (C3H6O), and ammonia (NH3·H2O).

A series of MOF-derived MOSs were synthesized using a
hydrothermal method with the following calcination treat-
ment. Generally, 1 mmol of FeCl3·6H2O was dissolved in
20 mL of a mixed solvent of DMF and acetone (with a volume
ratio of 1 : 1) to form solution A. 1 mmol of 1,4-BDC was dis-
solved in 10 ml of a mixed solvent of DMF and acetone
(volume ratio is 1 : 1) to form solution B. Then, solution A was
poured into solution B and magnetically stirred for 1 h at
room temperature, while adding 100 μL of ammonia solution.
The mixed solution was poured into a Teflon-lined stainless-

steel autoclave (50 mL) and was heated to 120 °C for 24 h. The
obtained products were washed with deionized water and
absolute ethanol three times, followed by centrifugation, and
then dried at 70 °C for 12 h in an oven. Finally, the samples
were calcined in a muffle furnace at 500 °C for 3 h in an
ambient environment. The calcined products were collected
for analysis. Similarly, other types of FCN-MOSs were also pre-
pared using the same procedures but with different Fe, Co,
and Ni ratios. For convenience, these FCN-MOSs of
Fe7Co1.5Ni1.5, Fe6Co2Ni2, Fe4Co4Ni2 and Fe2Co6Ni2 were named
according to their molar ratios of 7 : 1.5 : 1.5, 6 : 2 : 2, 4 : 4 : 2
and 2 : 6 : 2 of FeCl3·6H2O /Co(Ac)2·4H2O/Ni(Ac)2·4H2O,
respectively.

Sensor fabrication and measurement

For sensing layers, first, FCN-MOSs (including Fe7Co1.5Ni1.5,
Fe6Co2Ni2, Fe4Co4Ni2, and Fe2Co6Ni2) were grounded
thoroughly in ethanol in an agate mortar to obtain a homo-
geneous paste, which was uniformly coated onto the surface of
an alumina ceramic tube and dried at 70 °C under vacuum for
12 h to form a gas-sensing layer. Gas-sensing tests were per-
formed using a WS-30A gas-sensing measurement system
(Zhengzhou Winsen Electronic Technology Co., Ltd, China).
During the tests, the target gases with the given concentrations
were injected into the evaporation platform of a test chamber
(18 L) via a micro syringe. The substrate platform was heated
to evaporate the liquid target analyte, and then the targeted
gas was evenly distributed in the test chamber after diffusion
using an air circulation device. When the resistance reading of
the sensor became stable, the test chamber was lifted open to
introduce the ambient air. The response (S) of the gas sensor
can be calculated from S = Ra/Rg (n-type) or S = Rg/Ra (p-type),
where Ra and Rg represent the resistance values of the sensor
in air and in the testing gases, respectively.

Characterization

The surface morphology of the synthesized FCN-MOSs was
characterized using a field emission scanning electron micro-
scope (FE-SEM, Zeiss Gemini 500, Germany). Elemental
mapping of the samples was performed using an energy-dis-
persive X-ray spectroscope (EDS, Oxford Link-ISIS 300, UK)
operated at 15 kV. Crystal structures of the FCN-MOSs were
studied using high-resolution transmission electron
microscopy (HR-TEM, JEOL-2100 F, Japan), and interplanar
spacings of lattice fringes were obtained using data analysis
software (Gatan Digital Micrograph, USA). X-ray diffraction
(XRD) was used to study the crystalline structure of the
FCN-MOSs and was carried out using a Bruker D8 diffract-
ometer equipped with Cu Kα radiation (λ = 0.154 nm). X-ray
photoelectron spectroscopy (XPS) was used to determine the
surface elemental composition and the chemical state of
bonds of the FCN-MOSs, and an Escalab 250xi instrument
(Thermo Scientific, USA) equipped with a monochromatic Al
Kα source was used. The specific surface area and the pore size
were determined by nitrogen (N2) adsorption–desorption
measurement using Brunner–Emmett–Teller (BET) and
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Barrett–Joyner–Halenda (BJH) methods (Autosorb iQ Station 1,
USA).

Results and discussion
Characterization of FCN-MOSs

In this work, MOF-derived MOS materials were synthesized via
a one-step hydrothermal method and after calcination treat-
ment using the Fe-MIL-88B template. A series of FeCoNi-trime-
tallic oxides were obtained, and the overall design and
implementation processes are systematically illustrated in
Scheme 1.

The morphologies of the Fe-MIL-88B template and its
derivative were characterized by FE-SEM. The SEM images in
Fig. S1† indicate that Fe-MIL-88B is a well-defined uniform
hexagonal rod with pointed ends, which is consistent with pre-
vious reports.25,26 The SEM images of Fe7Co1.5Ni1.5 (Fig. 1a–c)
show that the sample possesses an elongated hexagonal rod
structure with an average length of 587 nm (Fig. S2†), similar
to that of the MOF template. Furthermore, it can be observed
that many nanoparticles are scattered on the sample surface
and accumulate to form mesopores. For comparisons, the
surface morphologies of Fe6Co2Ni2, Fe4Co4Ni2, and Fe2Co6Ni2
were also characterized (Fig. S3†). The results reveal that the
Fe6Co2Ni2 and Fe4Co4Ni2 samples maintain an elongated hex-
agonal structure, and the nanoparticle sizes become larger as
the Fe/Ni ratios decrease. However, for Fe2Co6Ni2, the structure
became amorphous but still consisted of many nanoparticles.

TEM analysis was also performed to further investigate the
morphology and structure. As shown in Fig. S4,† the Fe-
MIL-88B template has a solid bulky rod-like structure with
sharp edges. TEM images of Fe7Co1.5Ni1.5 (Fig. 1d and e)
further confirm that the sample is composed of nanoparticles
ranging in size from 6 to 18 nm, with an average size of
approximately 11 nm (Fig. S5†). The HR-TEM image (Fig. 1f)
reveals distinctive spacings of 0.368 and 0.220 nm corres-
ponding to the (012) and (006) lattice planes of α-Fe2O3, and

the (222) and (311) lattice planes of NiFe2O4 are 0.251 and
0.240 nm, respectively, whereas that of the (311) lattice plane
of CoFe2O4 is 0.253 nm. The elements of Fe, Co, Ni, and O
(Fig. 1h–k) are consistently distributed across the selected
scanning area (Fig. 1g) from the EDS elemental mapping
results, demonstrating that the acquired sample is constituted
of Fe, Co, Ni, and O elements. The EDS spectrum (Fig. S6†)
shows that Fe7Co1.5Ni1.5 contains 39.78% Fe, 1.52% Co and
15.47% Ni in atomic percentage, and the remaining concen-
tration is oxygen.

It is vital to investigate the specific surface area and the
pore size distribution of the MOF template and its derivative
material. Hence, N2 adsorption–desorption measurements
were carried out. Both samples show the H4 isotherm curves
(Fig. S7†).27 The specific surface area of Fe-MIL-88B is calcu-
lated to be 55.70 m2 g−1 (Fig. S7a†) and has a high meso-
microporosity (Fig. S7b†). The sample Fe7Co1.5Ni1.5 has a
specific surface area of 39.51 m2 g−1 (Fig. S7c†) and a uniform
distribution of main mesopores of about 8 nm (Fig. S7d†). The
BET and BJH results demonstrate that using MOFs as a tem-
plate to drive metal oxides can effectively obtain a relatively
high specific surface area and abundant mesoporous.

The XRD pattern of the prepared Fe-MIL-88B is shown in
Fig. S8,† for which the characteristic peaks correlate well to
previous reports, demonstrating the successful synthesis of Fe-
MIL-88B.7,25,26 Fig. 2a indicates that the crystalline phases of
α-Fe2O3, CoFe2O4, and NiFe2O4 are detected in Fe7Co1.5Ni1.5,
Fe6Co2Ni2, and Fe4Co4Ni2, without the diffraction peaks of
other phases. The observed diffraction peaks can be readily
indexed to the crystal planes of α-Fe2O3 (PDF#33-0664),
CoFe2O4 (PDF#03-0864), and NiFe2O4 (PDF#54-0964) phases,
respectively, which agree well with the values from the powder
diffraction file documents (Table S1†). The enlarged pattern in
Fig. 2b shows that the intensity of the peak assigned to
α-Fe2O3 (104) gradually decreases with the Fe/Ni ratio.

As it is well known, α-Fe2O3, an n-type sensing material,
plays a critical role in enhancing the sensing performance.

Scheme 1 The formation processes of FCN-MOS materials and the as-
fabricated sensors.

Fig. 1 (a–c) SEM images of Fe7Co1.5Ni1.5 at different magnifications. (d–
f ) TEM and HR-TEM images of Fe7Co1.5Ni1.5. (g) EDS mapping images of
(h) Fe, (i) Co, ( j) Ni, and (k) O elements distributed at Fe7Co1.5Ni1.5.
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Therefore, the XRD results imply that the high α-Fe2O3 ratio of
the samples (i.e., Fe7Co1.5Ni1.5 and Fe6Co2Ni2) might have
excellent gas sensing properties. However, for the sample of
Fe4Co4Ni2, as the α-Fe2O3 content is reduced with the decrease
of Fe element proportion, the sensor based on Fe4Co4Ni2
might exhibit a transition from n-type to p-type sensing behav-
ior accompanied by the deteriorated sensing performance.
Nevertheless, it was found that the Fe2Co6Ni2 sample is com-
posed of Co1.29Ni1.71O4 (PDF#40-1191) (Table S1†). The
different crystalline structures of Fe2Co6Ni2 are attributed to
the relatively low Fe ratio in the FCN-MOS, which results in the
absence of the α-Fe2O3 phase and the formation of a
Co1.29Ni1.71O4 phase. Therefore, the change in Fe2Co6Ni2 com-
position leads to morphology and structure conversion,
further affecting its gas-sensing properties. XRD pattern of
pristine α-Fe2O3 is shown in Fig. S9,† corresponding to the
phase of α-Fe2O3 (PDF#33-0664).

The XPS survey spectrum of Fe7Co1.5Ni1.5 (Fig. 2c–f ) shows
the peaks of Fe 2p, Co 3d, Ni 3d, and O 1s. In the high-resolu-
tion spectrum of Fe 2p (Fig. 2c), two distinct peaks are
observed at 711.6 eV for Fe 2p3/2 and 724.9 eV for Fe 2p1/2,
corresponding to Fe3+ ions.28 The energy gap of 13.3 eV
between these two peaks is close to the values reported in the
standard spectrum of Fe 2p. In the Co 2p spectrum (Fig. 2d),
there are two peaks located at 779.7 and 794.5 eV, which are
associated with the valence states of Co+2 for Co 2p3/2 and Co
2p1/2, respectively.

29 In the Ni 2p spectrum (Fig. 2e), two peaks
at 855.2 and 871.9 eV correspond to Ni 2p3/2 and 2p1/2, respect-
ively were observed. The Ni2+ and Ni3+ peaks have two satellite
peaks of 2p3/2 and 2p1/2 at approximately 861.6 and 878.8 eV.30

The O 1s spectrum (Fig. 2f) contains two peaks centered at
529.9 and 531.9 eV, representing lattice oxygen and chemi-
sorbed oxygen, respectively.31 The existence of chemisorbed
oxygen is due to the surface chemisorbed O2 molecules, which
is favorable for detecting the response of the target gas
molecules.

The sensitivity of the FCN-MOS-based sensors substantially
depends on the operating temperature. It is reported that con-
duction band electrons (e−) are dependent on the temperature,
doping element, and volume mainly. The excited temperature
(T ) generates the electron concentration (n0) in the conductive

band (Ec) for a semiconductor material, which is shown in
eqn (1):32

n0 ¼ 2
m*

nk0T
2πℏ2

� �3
2

exp � EC � EF
k0T

� �
ð1Þ

where m*
n is the effective mass of the electron, k0 is

Boltzmann’s constant, h is Planck’s constant, ħ = h/2π, and EF
is the Fermi energy. The higher the temperature, the higher
the concentration of electrons. However, for a gas sensor, the
sensing performance is not linearly dependent on the temp-
erature. Due to the weak adsorption energy of target gas mole-
cules and oxygen species (O2

−, O−, and O2−) on the surface of
the sensing material at a high temperature, chemisorbed
target gas molecules and oxygen species would easily escape
from the surface of the sensing materials at a higher tempera-
ture, which could reduce the sensing catalytic reaction. As a
result, it is essential and crucial to investigate the best operat-
ing temperature of the as-prepared sensors based on
FCN-MOSs.

Gas-sensing performances of sensors based on Fe7Co1.5Ni1.5
and Fe6Co2Ni2

Fig. 3a shows the curves of sensing properties vs. detection
temperature, and the sensitivity has no discernible differences
at low temperatures (from 50 to 150 °C). Then, the sensitivity
increases significantly after 150 °C, with a maximum sensing
value occurring at 250 °C. The sensitivities of Fe7Co1.5Ni1.5 and

Fig. 3 Gas-sensing measurements: (a) response curves of Fe7Co1.5Ni1.5
and Fe6Co2Ni2 toward 100 ppm ethanol at different operating tempera-
tures. (b) Dynamic response curves of Fe7Co1.5Ni1.5 and Fe6Co2Ni2
toward ethanol from 0.5 to 1000 pm at 250 °C. (c) Curves of response
vs. concentration for Fe7Co1.5Ni1.5 and Fe6Co2Ni2. (d) Linear fitting of the
response value as a function of ethanol concentration. (e)
Reproducibility tests (five periods) of Fe7Co1.5Ni1.5 and Fe6Co2Ni2 toward
100 ppm ethanol at 250 °C. Response/recovery times of (f ) Fe7Co1.5Ni1.5
and (g) Fe6Co2Ni2 towards 100 ppm ethanol at 250 °C, respectively. (h)
Long-term repeatability tests of Fe7Co1.5Ni1.5 and Fe6Co2Ni2 toward
100 ppm ethanol. (i) Selectivity tests of Fe7Co1.5Ni1.5 and Fe6Co2Ni2
toward 100 ppm of different target gases at 250 °C.

Fig. 2 (a and b) XRD patterns of Fe7Co1.5Ni1.5, Fe6Co2Ni2, Fe4Co4Ni2,
and Fe2Co6Ni2. High-resolution XPS spectra of Fe7Co1.5Ni1.5 for (c) Fe 2p,
(d) Co 2p, (e) Ni 2p, and (f ) O 1s.
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Fe6Co2Ni2 show rapid decreases from 250 to 300 °C. Therefore,
the optimal operating temperature for the Fe7Co1.5Ni1.5 and
Fe6Co2Ni2-based sensors are set at 250 °C.

Dynamic response–recovery curves of Fe7Co1.5Ni1.5 and
Fe6Co2Ni2 in the ethanol concentration range from 0.5 to
1000 ppm are shown in Fig. 3b. Both gas sensors show good
responses and recovery behaviors with various ethanol concen-
trations. With the increase of ethanol concentrations, the gas
sensor responses exhibit a step-increasing pattern at the
optimum working temperature of 250 °C. Compared to the
Fe6Co2Ni2 based sensor, the response of Fe7Co1.5Ni1.5 is sig-
nificantly increased with the concentration of targeted gases.
These two sensors do not reach their saturation conditions
when the ethanol concentration is 1000 ppm, as shown in
Fig. 3c. In summary, the Fe7Co1.5Ni1.5 based sensor has a
better response than Fe6Co2Ni2, owing to its optimal metal
component ratio of Fe, Co, and Ni and the presence of the
α-Fe2O3 phase. The LOD of the sensor to ethanol vapor was cal-
culated utilizing a linear extrapolation of response sensitivity
as a function of ethanol concentration (Fig. 3d). The calculated
LOD result shows an ultra-low ethanol detection concentration
of 30.7 ppb for Fe7Co1.5Ni1.5 operated at 250 °C. The repeat-
ability and stability of ethanol sensing were further investi-
gated using Fe7Co1.5Ni1.5 and Fe6Co2Ni2. Fig. 3e shows that
after five cycles of exposure to 100 ppm of ethanol at 250 °C,
both Fe7Co1.5Ni1.5 Fe6Co2Ni2 show repeatable curves, indicat-
ing their good stability. Fig. 3f and g show the response and
recovery times of Fe7Co1.5Ni1.5 and Fe6Co2Ni2 exposed to
100 ppm ethanol at 250 °C. The Fe7Co1.5Ni1.5-based sensor has
a response time (τres) of 35 s, which is faster than that (49 s) of
Fe6Co2Ni2. Both sensors need a short time to return to 90% of
their original resistance (e.g., Fe7Co1.5Ni1.5 needs 26 s and
Fe6Co2Ni2 needs 33 s). Because the thermal energy is generally
smaller than the activation energy for desorption, most of the
chemical sensors do not show good reversibility, resulting in a
prolonged recovery time (τrecov). The long-term stability of
Fe7Co1.5Ni1.5 and Fe6Co2Ni2 was tested by exposing 100 ppm
ethanol to the device once every ten days, measured at 250 °C
for two months. Both the sensors show the preserved 98 per-
centage of their initial value with good stability after two
months (Fig. 3h). Selectivity and cross-responses of these two
sensors were investigated at 250 °C by exposing them to
benzene (C6H6), acetic acid (C2H4O2), ammonia (NH3), metha-
nol (CH4O), isopropanol (C3H8O), trimethylamine (C3H9N),
acetone (C3H6O), and ethanol (C2H6O) (all with a fixed volume
of 100 ppm). The obtained results are shown in Fig. 3i.

The above results clearly indicate that these two sensors are
more sensitive to ethanol than other gases, particularly the
Fe7Co1.5Ni1.5-based sensor. The phase of α-Fe2O3 can boost the
redox process, whereas Fe7Co1.5Ni1.5 can be applied as a cata-
lyst according to previous reports.24,33,34 Furthermore, the
ethanol sensing properties of the sensor based on pristine
α-Fe2O3 are shown in Fig. S10.† Fig. S10a† shows the response
of α-Fe2O3 toward 100 ppm ethanol between 150 and 300 °C.
The highest response (6.3) of ethanol gas was detected at
250 °C, indicating that the optimal operating temperature is

250 °C for α-Fe2O3, the same as the best working temperature
of Fe7Co1.5Ni1.5. Fig. S10b† shows the dynamic response curves
of α-Fe2O3 at 250 °C for different ethanol vapor concentrations
ranging from 5 to 1000 ppm. The result indicates that the
response values of α-Fe2O3 increase dramatically with increas-
ing ethanol concentration, especially when the concentration
is above 500 ppm. Fig. S10c and d† show the calibration curve
of α-Fe2O3 at various concentrations. The slope at 0–70 ppm is
quite small, with a low response, increasing between 70 and
100 ppm. Generally, the pristine α-Fe2O3 based sensor shows
poor gas-sensing performances for ethanol. Therefore, the
combination of α-Fe2O3, CoFe2O4, and NiFe2O4 provides
greater catalytic selectivity for the redox interactions between
chemisorbed oxygen and ethanol molecules in the sensing
material.

Gas-sensing performances of sensors based on Fe2Co6Ni2 and
Fe4Co4Ni2

According to the aforementioned bipolar sensor design
approach, the n-type sensing performance could be readily
changed to p-type sensing performance by lowering the Fe
element in the FCN-MOSs (e.g., Fe2Co6Ni2 and Fe4Co4Ni2).

The response-temperature curves of Fe2Co6Ni2 and
Fe4Co4Ni2 toward 100 ppm ethanol operated at temperatures
ranging from 50 to 300 °C are shown in Fig. 4a. Obviously,
both Fe2Co6Ni2 and Fe4Co4Ni2 showed a p-type sensing behav-
ior at their optimum working temperatures of 100 °C and

Fig. 4 Gas-sensing measurements: (a) response curves of Fe2Co6Ni2
and Fe4Co4Ni2 toward 100 ppm ethanol at different operating tempera-
tures. (b) Dynamic response curves of Fe2Co6Ni2 and Fe4Co4Ni2 toward
ethanol from 0.5 to 1000 pm at 250 °C. (c) Curves of response vs. con-
centration for Fe2Co6Ni2 and Fe4Co4Ni2. (d) Linear fitting of the response
value as a function of ethanol concentration. (e) Reproducibility tests
(five periods) of Fe2Co6Ni2 and Fe4Co4Ni2 toward 100 ppm ethanol at
250 °C. Response/recovery times of (f ) Fe2Co6Ni2 and (g) Fe4Co4Ni2
towards 100 ppm ethanol at 250 °C, respectively. (h) Long-term repeat-
ability tests of Fe2Co6Ni2 and Fe4Co4Ni2 toward 100 ppm ethanol. (i)
Selectivity tests of Fe2Co6Ni2 and Fe4Co4Ni2 toward 100 ppm of
different target gases at 250 °C.
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175 °C. Still, their sensitivity was not as good as Fe7Co1.5Ni1.5
and Fe6Co2Ni2. The responses toward 100 ppm ethanol are
1.54 and 1.21 for these two sensors at their best operation
temperatures of 100 °C and 175 °C, respectively. Because of a
decrease in the Fe content, the amounts of p-type components
in the CoFe2O4 and NiFe2O4 phases are increased. Therefore,
sensors based on Fe2Co6Ni2 and Fe4Co4Ni2 exhibited a p-type
sensing behavior.

Fig. 4b shows the dynamic response curves of Fe2Co6Ni2
and Fe4Co4Ni2 to ethanol with its concentration range of
0.5–1000 ppm. The response of Fe2Co6Ni2 is about 1.1 to 1.4
times larger than that of Fe4Co4Ni2. The response values as a
function of ethanol concentration are shown in Fig. 4c, and
they increase as the ethanol concentration increases. When
the concentration is ∼20 ppm, the Fe2Co6Ni2 based sensor
shows much larger response values. Because of the lower Fe
ratio in the FCN-MOSs, Fe2Co6Ni2 shows a more significant
response than Fe4Co4Ni2. A linear extrapolation was used to
determine the LOD, and the results are shown in Fig. 4d. The
obtained LOD for this sensor is 302.6 ppb. The repeatability of
Fe2Co6Ni2 and Fe4Co4Ni2 samples’ responses to 100 ppm
ethanol was also studied for 5 successive cycles, and the
results are shown in Fig. 4e. For these two sensors, the
obtained curves are nearly identical, with average response
values of 1.54 and 1.20, respectively. The responses can be
entirely returned to their starting levels in each cycle.

Fig. 4f and g compare the response/recovery times (τres/
τrecov) of Fe2Co6Ni2 and Fe4Co4Ni2 toward 100 ppm ethanol at
their optimum working temperatures (i.e., 175 °C for
Fe2Co6Ni2 and 100 °C for Fe4Co4Ni2). The Fe2Co6Ni2-based
sensor shows a faster response and recovery with its τres/τrecov
value of 12/10 s, much shorter than that of Fe4Co4Ni2 (21/24 s).
The Fe2Co6Ni2 and Fe4Co4Ni2-based sensors show much
shorter τres/τrecov values than those of the Fe7Co1.5Ni1.5 and
Fe6Co2Ni2-based sensors, which can be attributed to their rela-
tively lower response values.

The long-term repeatability testing results of Fe2Co6Ni2 and
Fe4Co4Ni2 toward 100 ppm ethanol at the optimal testing
temperature of 175 °C are shown in Fig. 4h. The sensitivity has
not been changed significantly within 60 days, proving the
long-term repeatability of Fe2Co6Ni2 and Fe4Co4Ni2.

Fig. 4i presents the selectivity testing results of Fe2Co6Ni2
and Fe4Co4Ni2 when exposed to 100 ppm of various types of
gases at their optimal working temperatures. The Fe2Co6Ni2-
based sensor shows response values of 1.00, 1.17, 1.46, 1.49,

1.54, 1.60, 1.62, and 1.85 for benzene, acetone, acetic acid,
ammonia, methanol, isopropanol, ethanol, and triethylamine
gases, respectively. The results indicate that sensors based on
Fe2Co6Ni2 and Fe4Co4Ni2 have a low selectivity towards ethanol
gas.

Discussions on the gas-sensing mechanism

Table 1 compares ethanol sensing performances of various
MOF-derived MOS-based sensors reported in the literature,
including MOF-derived porous TiO2, MOF-derived CuO, MOF-
derived Ga-doped Co3O4, zirconium-based MOFs, ZIF-67-
derived Co3O4/NiCo2O4, and ZIF-8 MOF-derived ZnO. Based on
Table 1, our newly developed FCN-MOS-based sensor can be
operated at a relatively low working temperature and achieve a
faster dynamic response with a higher sensitivity to ethanol.
The main reasons are attributed to the novel MOF-derived
nanostructures and the optimum proportion of the catalysts of
α-Fe2O3, CoFe2O4, and NiFe2O4 phases, which can provide an
effective gas diffusion path via a well-aligned porous structure.

Fig. 5 schematically illustrates the adsorption of gas mole-
cules, transfer of electrons, and surface reaction processes of
FCN-MOS-derived oxide materials in air and ethanol gases,
respectively. Generally, for the n-type sensing mechanism,
when a sensing material is exposed to air, oxygen molecules
are adsorbed and ionized. Thus, oxygen species such as O2

−,
O−, and O2− exist on the surface. During the oxygen ionization
process, the electron concentration in a conductive band (Ec)
reduces, then the resistance of the sensing material increases
significantly. Therefore, the Ra value is increased. For a p-type
sensor, electron extraction would produce a hole accumulation
layer near the surface. Accordingly, the Ra value is decreased.
Within the detection environment, with the gas such as
ethanol in this study, depending on n- or p-types, the thick-
ness of the electron (or hole) accumulation layer decreases (or

Fig. 5 Schematic diagram of the ethanol gas-sensing mechanism of an
FCN-MOS.

Table 1 Comparison between the ethanol sensing performance of MOF-derived MOSs

Materials Temperature (°C) Concentration (ppm) Response (S) τres/τrecov (s/s)

MOF-derived porous TiO2
35 250 500 ∼46 74/102

MOF-derived CuO36 275 100 12.1 102/40
MOF-derived Ga-doped Co3O4

37 180 50 ∼118 3/15
Zirconium-based MOF38 150 100 ∼1.4 ∼50/400
ZIF-67-derived Co3O4/NiCo2O4

39 180 100 26 ∼4/∼6
ZIF-8-derived ZnO40 300 1 6.7 1/28.5
FCN-MOSs (this work) 250 100 71.9 35/26
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increases) based on the reaction of CH3CH2OH (gas) + 8O−

(ads) → 3CO2 + 3H2O + 8e−. The ethanol molecules transfer
electrons to the n-type (α-Fe2O3) or p-type material (such as
CoFe2O4 and NiFe2O4 phases), leading to a decrease/increase
in electrical resistance, respectively.

According to the literature, p–n sensing mode transition is
mainly related to the work function variations caused by the
targeted gases.41 Kim et al. studied the p–n transition for CuO
nanowires as a function of operating temperature for detecting
the NO2 gas.42 In this study, the gas sensing transition from
n-type to p-type is mainly due to the changes in the polarity of
the sensing material, which means that the polarity of the
sensing material can be changed from n-type to p-type when
the phase composition of α-Fe2O3 (n-type) or CoFe2O4, and
NiFe2O4 material (p-type) phases can be finely changed.

Conclusions

In summary, a series of Fe-MIL-88B-derived trimetallic FeCoNi
oxides (FCN-MOS) were successfully synthesized using a one-
step hydrothermal reaction with subsequent calcination treat-
ment. The FCN-MOS system consists of α-Fe2O3, CoFe2O4, and
NiFe2O4 and exhibits an elongated hexagonal rod-like structure
with abundant mesopores. In addition, by altering the Fe, Co,
and Ni ratio, the nanostructure and pore size of FCN-MOS can
be effectively tuned, and a transition of gas-sensing behavior
from n- to p-type can be achieved. The sensor based on
FCN-MOS (Fe : Co : Ni = 7 : 1.5 : 1.5) exhibits excellent gas-
sensing performance for ethanol, including high response (S =
71.9), long-term stability (over 60 days), and good selectivity, as
well as a low detection limit of 500 ppb. The unique meso-
porous structure and synergic effects of the α-Fe2O3, CoFe2O4,
and NiFe2O4 phases are primarily responsible for the
enhanced sensing performance. Overall, this work provides a
facile route for synthesizing MOF-derived metal oxide semi-
conductors and proposes a novel material design strategy.
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