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Introduction

Efforts to mitigate climate change have recently been intensi-
ed as we are approaching 2030, when a signicant drop in
greenhouse emissions needs to be achieved so as to meet the
target of net-zero emissions by 2050.1–4 Capturing CO2, either
from stationary sources or directly from the air, and storing it in
underground formations, or utilising it to produce high-value
chemicals and fuels, is considered essential so as to attain the
net zero.5–7 Dual-function materials (DFMs) offer a modular
solution to the circular economy since they integrate the CO2

capture and utilisation steps, eliminating the high costs of CO2

compression and transportation. Consisting of both a mid-
temperature adsorbent and a catalyst, DFMs are able to
reversibly capture CO2 at intermediate temperatures and then
convert it into the desired products.8–10

The most studied reaction with DFMs is the CO2 methana-
tion reaction (eqn (1)) and DFMs have been optimised so that
CO2 capture and methanation can be performed at the same
temperature, ca. 300–350 °C. In addition, the main product is
CH4, or synthetic natural gas, which can be introduced to the
current natural gas grid.11 However, DFMs have been studied in
other reactions as well, such as reverse water-gas shi, dry
reforming of methane, and dry reforming of ethane, all of which
produce syngas with various H2/CO ratios (eqn (2)–(4)).12–20

Therefore, it is evident that DFMs can be applicable to a wide
range of CO2 utilisation technologies. Moreover, if the same
DFM is able to operate in more than one CO2 utilisation reac-
tion by simply changing the reaction conditions, it is possible to
devise switchable systems that can respond to uctuations in
reactant supply or product demand.15 By using switchable
DFMs, exible chemical synthesis can be accomplished, thus
overcoming the market uncertainties which result from uctu-
ations in the supply and demand.

CO2 methanation: CO2 + 4H2 / CH4 + 2H2O (1)

RWGS: CO2 + H2 / CO + H2O (2)
J. Mater. Chem. A, 2023, 11, 13209–13216 | 13209
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Fig. 1 Ex situ characterisation of NiRuNa sample (a) representative
TEM image. (b) Particle size distribution based on TEM images. (c) Ru
3p XPS region. (d) Na 1s XPS region.
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DRM: CO2 + CH4 / 2CO + 2H2 (3)

DER: 2CO2 + C2H6 / 4CO + 3H2 (4)

The urgency of achieving net-zero emissions makes it
a priority to understand the DFMs at a fundamental level. By
perceiving the various reaction intermediates that are formed
and the reaction pathway that each species promotes, connec-
tions between structure and activity can be made, leading to
a faster DFM optimisation. Diffuse Reectance Infrared Fourier
Transform Spectroscopy (DRIFTS) is a key technique for eluci-
dating the reaction mechanism that is used to observe the
evolution of adsorbed, desorbed, and intermediate species over
a catalyst surface under working conditions. We have previously
shown that NiRuNa/CeAl acts as a switchable DFM that rst
captures the CO2 and subsequently catalyses methanation,
RWGS, and DRM by adjusting the temperature and co-reactant
(H2 or CH4) used.15 We have also demonstrated that CO2

adsorption on different adsorbent sites also has an effect on
selectivity, indicating that the mechanism of reaction on DFMs
is closely connected to the interaction of CO2 with the DFM
surface during the capture step, in addition to its interaction
with the catalytic sites during the subsequent reduction step. As
a result, DRIFTS data can help with the reaction mechanism
comprehension in order to synthesise more efficient DFMs in
the future, allowing to tune up the selectivity and reactivity of
DFMs. Even though some mechanistic studies have been per-
formed for CO2 capture and utilisation separately,21–26 there are
only few DRIFTS studies of DFMs to date,12,19,27–30 creating the
need for further investigation of the structure–activity relations.

In this project, a DFM consisting of Ni and Ru as the active
catalytic species and Na as the adsorbent, prepared and ana-
lysed in our previous work,15 was used to elucidate the mecha-
nism during CO2 capture and conversion. In particular, 5 cycles
of CO2 capture and conversion were performed, with the tar-
geted reactions being CO2 methanation, RWGS, and DRM.
Results and discussion
Ex situ characterisation: XPS and particle size analysis

Fig. 1a is a representative TEM image of the NiRuNa sample and
Fig. 1b shows its particle size distribution. The average particle
size was calculated to be 6.3 nm. Overall, small nanoparticles
were observed, showing that a good dispersion of the active
species was achieved during the DFM synthesis. XPS results are
demonstrated in Fig. 1c and d, displaying the Ru 3p and Na 1s
regions. It can be seen that Ru had a mixture of reduced (Ru0)
and oxidised species (Ru4+), with the oxidised species being
predominant. This is attributed to the air exposure prior to the
measurement of DFM and to the fact that XPS is a surface
technique. Previously conducted XRD of the reduced NiRuNa
sample showed no Ru0 peaks despite the fact that the fresh
sample displayed RuO2 peaks, demonstrating the high disper-
sion of Ru species and/or the Ni–Ru alloy formation,15 further
proving that a thin oxidised layer was formed aer air exposure.
In Fig. 1d, the Na 1s region presents a single peak at 1071.6 eV
ascribed to carbonate species,31 in accordance with the DRIFTS
13210 | J. Mater. Chem. A, 2023, 11, 13209–13216
spectra aer reduction (not shown here) and its CO2-TPD prole
showing CO2 release at room temperature.15 The Ni and Ce XPS
regions can be found in the ESI in Fig. S1.†

Time-resolved operando DRIFTS-MS experimental analysis

In order to get insights into the surface intermediates involved
and obtain relevant mechanistic aspects during CO2 capture
and subsequent reduction reaction, we performed an operando
DRIFTS-MS study by alternating successive CO2 capture and H2

or CH4 cycles under isothermal conditions at 250 °C for
methanation and 550 °C for RWGS and DRM reactions. MS-data
can be found in the ESI in Fig. S2, S3, and S4.†

CO2 capture and methanation

Fig. 2a contains a bidimensional representation of the dynamic
evolution of the spectra successively recorded during the alter-
nated cycles of CO2 capture and methanation at 250 °C. All IR
spectra were subtracted with respect to the spectrum of the
surface activation for distinguishing between emerging and
disappearing species. As can be noticed, the development of
bands ascribed to gaseous CO2 (2360 cm−1) and the symmetric/
asymmetric stretching OCO vibrations typical of carbonate
species (1600–1300 cm−1) were clearly distinguished during the
CO2 capture period. It is also worth observing the appearance of
bands ascribed to CO adsorbed onmetal sites (1900–2000 cm−1)
during the capture step, revealing that CO2 may be dis-
sociatively adsorbed as CO* and O* species. The presence of
ruthenium decreased the energy barrier for CO2 dissociation
and promoted the subsequent hydrogenation of CO* adsorbed
species.32 Likewise, CO2 could also be reduced to CO onto the
oxygen-decient sites of the CeO2–Al2O3 support, and CO
This journal is © The Royal Society of Chemistry 2023
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Fig. 2 (a) Bidimensional representation of time-resolved DRIFTS spectra on the reduced NiRuNa/CeAl during capture/reduction cycles (10%
CO2 in Ar and 10% H2 in Ar, both at 50 mLmin−1) at 250 °C. (b) Representative evolution of spectra during the first cycle of capture/reduction. (c)
Evolution of selected IR bands signal during the capture/reduction cycles: CH4 (3016 cm−1), ionic carbonates (1452 cm−1), carbonates
(1587 cm−1) and M–COads (2007 cm−1) (d) illustrative sketch of the capture/reduction process on NiRuNa/CeAl.
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migrated to form carbonyl species adsorbed on metal sites.33

This was coherent with the absence of gaseous CO. Aer
switching from the CO2 capture to H2 reduction stream, the
evolution of a new band at 3016 cm−1 attributed to gaseous
methane was observed, which was the predominant product.

In more detail, Fig. 2b shows the evolution of the IR spectra
collected during the rst cycle of capture/reduction. As can be
seen, the spectra recorded during the CO2 capture stage (0–10
min) were dominated by the presence of two intense bands in
the 1800–1200 cm−1 region. These bands were ascribed to the
symmetric and asymmetric stretching vibrations related to
carbonate-like species with different adsorption geometry on
the basic sites of the support. Accordingly, the pair of bands at
1587–1354 cm−1 (Dn3 splitting = 233) were associated with
bridged or bidentate carbonates.28,34,35 It has been suggested
that CO2 is preferably adsorbed, forming bidentate carbonates
on Al–O–Na sites over Na-promoted catalysts.28 It is noteworthy
that the intensity of these bands only decreased slightly aer
switching to the 10% H2/Ar stream, indicating that bidentate
carbonates were only partially removed at 250 °C. In addition,
other two features at 1452 and 1763 cm−1 were clearly visible
and remained stable during the reduction step. These two
bands are typical of very symmetric D3h alkali carbonates with
high ionicity degree.36,37 As can be observed, these species were
highly stable and remained on the surface upon switching to
the reduction stream. Moreover, it should be noted that bicar-
bonate species could be formed by reaction between CO2 and
This journal is © The Royal Society of Chemistry 2023
surface hydroxyls. However, the bands related to bicarbonate
species (1225, 1430, and 1650 cm−1) were absent due to the fact
that sodium addition neutralised the hydroxyl groups on the
support surface.38

As regards the bands developed in the CO stretching region
(2100–1800 cm−1), two bands at 2007 and 1895 cm−1 emerged
during the capture step. These two features were respectively
ascribed to linear and bridged carbonyl-adsorbed species on
metallic sites. In our recent work,39 we suggested that an
induced electron transfer from Ru to Ni atoms, resulting in
metallic sites with high electron density existed, redshiing the
carbonyl stretching vibrations. The presence of carbonyl-
adsorbed species during CO2 capture step revealed that CO2

was partially dissociated into CO* and O* on metallic sites, or
reduced on the oxygen vacancies of the cerium-promoted sites
of the support. Besides, the fact that CO was further dissociated
into C* and O* species could not be ruled out in this case
because it is known that this path is facilitated by Ru sites.40 It
should be noted that vibrational modes of carbon species are
hardly detectable by IR.

Fig. 2c displays the evolution of the IR bands intensities
ascribed to bidentate carbonates (1587 cm−1), ionic carbonates
(1452 cm−1), linearly CO* bounded species (2007 cm−1), and
CH4 gas formation (3016 cm−1) as a function of time during the
successive capture and reduction cycles. It is interesting to note
that upon switching to the H2 stream, bidentate carbonates
were partially depleted with a simultaneous increase in the
J. Mater. Chem. A, 2023, 11, 13209–13216 | 13211
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concentration M–CO adsorbed species and production of
methane. Likewise, it was clearly evidenced that ionic carbon-
ates were accumulated on the surface. These species were
thermally stable and required higher temperatures to be
decomposed and/or reduced. Based on these observations, we
could conclude that bidentate carbonates were reduced to CO*
adsorbed species and subsequently hydrogenated into methane
in a sequential reaction pathway (eqn (5)).

CO2/CO]
3 /CO*/CHO*/CH*

x/CH4 (5)

Loveless et al.41 report that the step of CO hydrogenation on
ruthenium sites involves the formation of formyl species
(CHO*) that are subsequently hydrogenated into methane or
larger hydrocarbons. In another theoretical study, in which
density functional theory (DFT) calculations were applied, it was
calculated that the direct dissociation of CO2 to CO* and O* is
favoured on Ru (0001) terraces, and that the subsequent CO
hydrogenation occurs via either COH* or CHO* intermediates
formation.32 Although formyl species were scarcely detected in
our study, we could not overlook their presence in the form of
very kinetically labile intermediates. Accordingly, Fig. 2d
includes a schematic representation of the steps involved in the
CO2 capture and H2 reduction steps.
CO2 capture and reverse water–gas shi

In the following case study, analogous successive cycles of CO2

capture and H2 reduction were performed at 500 °C to enable
Fig. 3 (a) Bidimensional representation of time-resolved DRIFTS spectr
CO2 in Ar and 10% H2 in Ar, both at 50 mLmin−1) at 500 °C. (b) Represent
Evolution of selected IR bands signal during the capture/reduction cycle
M–COads (2007 cm−1) (d) illustrative sketch of the capture/reduction pro

13212 | J. Mater. Chem. A, 2023, 11, 13209–13216
the RWGS against the methanation reaction. As can be observed
in Fig. 3a and b, the bands involved in the process at 500 °C
were similar to those observed at 250 °C. However, it was
remarkable that upon switching to H2 atmosphere, most of the
captured CO2 like bidentate (1587–1354 cm−1) and ionic
carbonate (1452 cm−1) species reacted with H2 over the NiRu
active sites, releasing the reduction product composed
predominantly by gaseous CO accompanied by some traces of
CH4. The IR intensity proles shown in Fig. 3c clearly evidence
that the reduction kinetic of carbonates was much faster at
500 °C, and the surface was regenerated to initiate a new cycle of
capture aer reduction. As can be noticed, the formation of
carbonates during CO2 capture step was accompanied by
dissociation of CO2, which was more facile at 500 °C, achieving
high initial coverage of CO* adsorbed species (linear at
2007 cm−1 and bridged at 1895 cm−1), which were in turn
progressively desorbed, releasing CO gas. As sketched in Fig. 3d,
we propose two parallel routes for CO formation during inte-
grated CO2 capture and RWGS. The rst route is an associative
reaction mechanism in which carbonates species are formed
during CO2 capture phase and subsequently reduced to CO gas
during the reduction stage. At the same time, a dissociative
mechanism also occurs on the metal sites during CO2 capture
step in which CO* adsorbed species (linear and bridged) are
formed and subsequently desorbed, liberating CO gas (Fig. S3†).
Accordingly, Fig. 3c and S3† show that CO gas was released in
two routes, evident from the two peaks ascribed to the adsorbed
CO* species on the metal sites and the CO gas from the
a on the reduced NiRuNa/CeAl during capture/reduction cycles (10%
ative evolution of spectra during the first cycle of capture/reduction. (c)
s: CO gas (area of left-peak at 2143 cm−1), carbonates (1587 cm−1) and
cess on NRuNa/CeAl.

This journal is © The Royal Society of Chemistry 2023
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reduction of carbonates. The presence of some traces of
methane could be explained, considering that the temperature
was not sufficiently high from the thermodynamic viewpoint so
as to completely favour the RWGS reaction against methana-
tion, and minor quantities of CO* adsorbed species and/or
carbonates were sequentially reduced to methane.

Some authors have proposed that the reduction of CO2 either
to methane or CO takes place via the formation of formates
following an associative mechanism. For instance, Proaño
et al.27 suggest that methanation occurs through sequential
hydrogenation with formates as reaction intermediaries. It is
well known that bicarbonates are rstly formed by the reaction
of CO2 with hydroxyls, and they are subsequently reduced to
formates at the metal/support interfacial sites. The formates are
the main intermediates for producing CO or CH4 depending on
the reaction conditions.26 In our study, we observed that the
reaction followed a different reaction pathway since the
hydroxyls were neutralised with sodium, and the formation of
bicarbonates was inhibited. Consequently, formates could not
be produced. Herein, the initial step involved the reduction of
carbonates to CO* adsorbed species and the subsequent
formation of HCO* intermediates by hydrogenation of CO*
adsorbed species onto the metal sites. In the case of methana-
tion, the following step comprised the reaction between HCO*
and H* to form HCOH* species, which dissociated into CH*

and OH* with the subsequent hydrogenation into methane.41 In
the case of RWGS, the hydrogenation of CO* was inhibited by
the temperature, and CO was directly released. A similar
mechanism was proposed by Hu and Urakawa,19 who found that
alkali promoted catalysts lead to the formation of formyls and
bidentate carbonates as main intermediates for the methana-
tion reaction, but with the formyl species being the most active
surface species for the CH4 production.
CO2 capture and dry reforming of
methane

Finally, in the last approach unsteady-state, dry reforming
reaction was performed by alternatingly passing 10% CO2/Ar
and 10% CH4/Ar gas streams under isothermal conditions at
500 °C. It should be stressed that this approach made use of the
coke generated by methane dissociation to reduce the CO2

captured, following a process known as chemical looping CH4

conversion coupled with CO2 utilisation.42 In our case study, the
cycles started by the CH4 reduction atmosphere and successive
cycles of reduction/capture were performed. As shown in
Fig. 4a, several weak features emerged in the 1700–1300 and
3300–3100 cm−1 regions when the ow of 10% CH4/Ar was
introduced. The intensity of these bands became gradually
more intense when the CH4 exposure was advancing during the
cycles. More specically, two bands at 1340 and 1663 cm−1

(Fig. 4b) together with another broad one centred at 3245 cm−1

(shown in Fig. 4a) were ascribed to vibrational modes charac-
teristic of graphitic carbon,43 which was produced from the CH4

decomposition favoured at this low reforming temperature by
thermodynamics.44 More specically, the bands at 1663 and
This journal is © The Royal Society of Chemistry 2023
1340 cm−1 were respectively ascribed to conjugated C]C
stretching vibrations and cyclic carbon groups, whereas the
band at 3245 cm−1 may have been related to “in-plane” over-
tones of highly ordered or crystalline graphite.45–48 This reaction
was conrmed by the simultaneous production of H2, detected
byMS (Fig. S4†). On the other hand, it was observed from Fig. 4b
that bands, typical of bidentate carbonates (1587–1354 cm−1),
were formed during the CO2 capture phase with simultaneous
production of CO gas. In addition, the presence of CO* adsor-
bed species with linear (2007 cm−1) and bridged (1895 cm−1)
coordination on metal sites was detected, while it was also
possible that Ru could have further promoted CO* dissociation
into C* and O*, as mentioned earlier. It should be remarked
that in this case, the CO production was not only attributed to
the CO2 dissociation on metal active sites, but also to the
gasication of the C*=CH*

x species, following the reverse Bou-
douard reaction shown below (eqn (6)).

CO2 + C* ! CO (6)

This fact was reected in Fig. 4c, where the rst cycle of CO2

capture clearly showed two differentiated peaks of CO produc-
tion, both related to CO2 dissociation and CO2 gasication. It
should be noted that the rst peak of the CO progressively
dropped, whereas the second one dropped more drastically. At
the same time, the intensity of the band at 3245 cm−1 ascribed
to highly ordered graphitic carbon increased with the time of
reaction regardless of the gas used, i.e. CO2 or CH4. This implied
slower kinetics of the coke gasication by CO2 during the
capture step than the kinetics of the overall coke formation and
consequently, a rapid deactivation of the catalyst in which the
nickel metal sites became blocked and the support's pores were
recovered with carbonaceous deposits. Fig. 4d includes
a representative illustration of the phenomena occurring in
both the CH4 reduction and CO2 capture steps. Coke is hardly
avoided under these conditions due to the thermodynamic
restrictions as mentioned earlier, and its accumulation on the
catalyst surface causes deactivation. However, this culprit can
be overcome using temperatures above 700 °C, in which the
endothermic Boudouard reaction is thermodynamically and
kinetically more favoured.

It is worth mentioning that these DRIFTS ndings were in
contrast to our previous work, demonstrating that when the
DFM was exposed to CO2 and then CH4, the captured CO2 was
converted into CO.15 Consequently, the order of gases, CH4 and
CO2, affected the performance of the material. DRIFTS indi-
cated that CO2 was adsorbed onto the adsorbent sites
(carbonates signal), but only part of this signal disappeared
upon re-exposure to CH4. In contrast to our previous ndings,15

upon exposure to CH4, the adsorbed CO2 was partially released
as CO2 (gas peak shown in Fig. 4a), and the rest remained
adsorbed as carbonates, meaning that none was converted into
CO during the DRM step, as the MS data in Fig. S4† and the CO
gas signal in Fig. 4c conrmed. When comparing the DRIFTS
data for DRM and RWGS, it was observed that in the RWGS
experiments almost all the carbonate peaks disappeared upon
J. Mater. Chem. A, 2023, 11, 13209–13216 | 13213

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d3ta01892j


Fig. 4 (a) Bidimensional representation of time-resolved DRIFTS spectra on the reduced NiRuNa/CeAl during reduction/capture cycles (10%
CH4 in Ar and 10% CO2 in Ar, both at 50 mL min−1) at 500 °C. (b) Representative evolution of spectra during the first cycle of reduction/capture/
reduction. (c) Evolution of selected IR bands signal during the capture/reduction cycles: CO gas (area of left-peak at 2143 cm−1), carbonates
(1587 cm−1) and ]CHads (3245 cm−1) (d) illustrative sketch of the capture/reduction process on NiRuNa/CeAl.
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exposure to H2. An explanation for that might be that not all the
CO2 was captured reversibly and that some of the carbonates
formed at a Na–Ni/Ru interface. If that interface was coke free, it
would have allowed further conversion into CO. By performing
CH4 cracking rst, these metal/adsorbent interfaces were
blocked, preventing the captured CO2 from reacting. This
mechanism highlights the need to control methane cracking
during DRM operation of the DFM, through process engi-
neering and material design.
Conclusions

Time-resolved operando DRIFTS was performed to understand
the mechanism of CO2 capture and then, CO2 methanation,
RWGS, or DRM on a NiRuNa/CeAl DFM. This was the rst
mechanistic study on a switchable DFM, providing us with
insight into three important CO2 utilisation reaction pathways
that were previously unknown. In this work, it was revealed that
during the capture step, CO2 was dissociated on themetallic sites
and reduced on the oxygen-decient sites of Ce, and that bridged
and bidentate carbonates were also formed. During the DRM
capture step, CO was also produced due to the coke gasication
with the available CO2, while CH4 decomposition took place
during the DRM step, producing H2. As far as the conversion
steps are concerned, the formation of HCO* intermediates by
hydrogenation of CO* adsorbed species onto the metal sites was
observed when H2 was used as a co-reactant. However, CO was
13214 | J. Mater. Chem. A, 2023, 11, 13209–13216
liberated in the case of RWGS, while it was subsequently
hydrogenated into CH4 in the case of CO2 methanation. Overall,
it was evident that these ndings elucidated the reaction mech-
anism of DFMs, paving the way of optimised materials formu-
lations in the near future, with maximised catalyst–adsorbent
interface, tuned adsorption strength, and site distribution so as
to achieve full conversion and higher selectivity.
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