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Borophene is an allotropic form of boron that exists in different dimensional forms from zero-
dimensional (0D) to three-dimensional (3D) with excellent properties including high tensile strength,
thermal and electrical conductivity, high capacitance, metallic nature, etc. Due to these outstanding
properties, borophene is mainly used in a range of applications in the fields of thin-layer electronics,
optoelectronics, capacitors, and biosensors. In the present scenario, borophene is attracting attention in

Received 10th October 2023,
Accepted 25th January 2024

materials science as a wonder material for the development of a variety of applications, such as sensor
development, electricity storage devices, green energy development, etc. This review presents a
DOI: 10.1039/d3ma00829k summary of the different synthesis methods of borophene nanomaterials and describes their potential
applications in biosensing. At the end, we discuss the future prospects and conclusions regarding the

rsc.li/materials-advances different synthesis methods of borophene nanomaterials for biosensing applications in materials science.
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1. Introduction

Borophene exists in different allotropic forms, i.e., 2-Pmmn, x>,
honeycomb, and P12, which are metallic in nature." Boro-
phene, a single-atomic layer of boron, is the lightest material
with anisotropic Dirac properties,” similar to those of other 2D
materials such as graphene, phosphorene, germanene, etc.’
Due to its analogy with graphene, monoatomically thick boron
nanosheets call for a suitable name: ‘borophene’, which was
proposed for the first time by Piazza et al in 2014. They
reported the first experimental proof of borophene, a Bje-
based highly stable quasi-planar boron cluster with a central
hexagonal hole.* Boron is the fifth element of periodic table,
has semiconductor and metalloid properties, is found in Group
III A of the periodic table next to carbon, and has an electronic
configuration similar to that of the carbon atom.’ These
resemblances indicate that borophene has interesting features
similar to those of carbon nanomaterials.*” The distinctive
electronic configuration, the multifaceted bonding phenom-
enon, and the close connection with the electronic configu-
ration of carbon shows that borophene has similar
characteristics to that of graphene. Theoretical studies have
shown that borophene exists in different allotropic forms with
fascinating characteristics.” Borophene has a high electroactive
surface area, an anisotropic nature, high electron mobility,
controlled optical properties, thin-film deposition, and the
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possibility to generate surface functionalities. These distinctive
properties of borophene make it superior to other 2D
nanomaterials.® Nanostructured boron materials from zero-
dimensional (0D) to three-dimensional (3D) structures have
been explored. Among the different structures of borophene,
2D borophene, as the most common units of boron allotropes,
have fascinated materials scientists in the past decades.’ Bor-
ophene synthesis has been a great challenge for the scientific
community in past years, but there is huge interest in synthe-
sizing borophene because of its unique properties. Thus,
different synthesis approaches have been used by scientists
for the synthesis of borophene, and some of them are described
here. Epitaxial growth: molecular beam epitaxy is the foremost
approach for the synthesis of borophene, in which a monoa-
tomic layer of boron is deposited on different metallic tem-
plates such as silver, gold, copper, etc., under controlled
vacuum and temperature conditions. In 2015, scientists suc-
cessfully achieved borophene synthesis on silver (111) surfaces
under controlled conditions.’®* Chemical vapor deposition
(CVD): this vacuum deposition method uses the principle of the
pyrolysis of the boron source under high-temperature and
vacuum conditions, in which the volatile precursor decomposes
at high temperature and the metallic vapor is deposited on the
substrate. Through the pyrolysis of diborane as the boron
source, scientists reported the synthesis of monoatomic bor-
ophene sheets via CVD." Electrochemical synthesis: an elec-
trochemical deposition method in which an electrolytic boron
source is dipped in a suitable electrolyte and an electrode is
placed in the electrolyte. In this electrolytic set-up, a monoa-
tomic layer of borophene is deposited on the electrode due to
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oxidation and reduction reactions at the electrode surface."
Mechanical exfoliation: this method involves the mechanical
peeling of a bulk boron crystal, similar to graphene synthesis
using adhesive tape, for the synthesis of boropohene. Research-
ers synthesized borophene using this peeling technique
recently with heterolayers."* Boron possesses three valence
electrons and shows distinctive bonding behavior characterized
by both 2-center, 2-electron bonds and novel 3-center, 2-
electron B-B bonds due to its electron deficiency. This excep-
tional bonding gives rise to different polymorphs, which exhibit
extraordinary properties such as robust hardness, strength,
roughness, and stability, making them novel nanomaterials.
Over the years, borophene has been extensively explored as
zero-dimensional (OD) boron, one-dimensional (1D) nanowires
and nanotubes, as well as 2D and 3D nanomaterials. Moreover,
boron can form sp® and sp® bonds, which makes it a useful
material to form diverse allotropes.” In recent years, boro-
phene has been widely used in various fields including thin
layer electronics, energy storage devices, green energy genera-
tion, superconductors, gas sensors, sensor development, bio-
sensors, etc., among which the biosensing area has been
explored by various research groups.

For example, in the field of humidity sensors, Hou et al.
fabricated a borophene-graphene heterostructure,® as well as
a borophene-MoS, heterostructure,'” and Liu et al. fabricated a
borophene-BC,N quantum dot heterostructure'® based humid-
ity sensor with ultrahigh sensitivity, quick response, and high
stability. These fabricated sensors had the highest sensitivity
among all the reported chemiresistive sensors, and their sensi-
tivity was higher than that of borophene or MoS, alone and
pristine borophene or BC,N QDs, respectively.’®*® In the field
of gas sensing, Tai et al. fabricated borophene-based chemir-
esistive sensors for gas sensing, especially nitrogen dioxide
sensing, with high sensitivity, quick response, high selectivity,
flexibility, and stability, and the fabricated sensors had low
detection limits compared to other 2D materials.'® In the field
of wearable pressure sensors, Hou et al. fabricated a high-
performance semiconducting-borophene-based pressure sen-
sor that shows a high sensitivity, large pressure ranges, low
limit of detection, low power consumption, and high reprodu-
cibility as compared to other materials.* In the field of energy,
sensors, and information storage applications, Hou et al. pub-
lished a work that emphasized the application of borophene-
based devices in various areas, such as charge storage devices
(super capacitors, batteries, etc.), sensor development (humid-
ity sensors, gas sensors, pressure sensors, etc.), and memories
(solid storage devices, RAM, ROM, etc.), that have been reported
in recent years.”® In the field of biomedical applications,
Alharbi et al. fabricated a borophene-based refractive index
sensor for the spectrum region in the infrared (1.2-1.6 pm) range.
This fabricated sensor has high sensitivity compared to other metal
layers alone.”” In the field of plasmonic sensors, Verma et al.
proposed an antimonene-borophene-based surface plasmon reso-
nance sensor for ultrasensitive detection. The proposed sensor
makes use of the anisotropic property of borophene and its high
adsorption efficiency for sensitivity enhancement.*
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Fig. 1 Components and mechanism of a biosensor.

A biosensor is defined as “an analytical device which con-
verts a biological response into an analytical signal in a very
specific manner without affecting by the physical parameters
like pH, temperature”.>* A biosensor is an analytical device that
uses a biochemical reaction facilitated by isolated enzymes,
aptamers, antibodies, cell organelles, or whole cells to sense the
effects of chemical compounds through a variety of signals
such as optical, thermal, or electrical signals. It is described by
the International Union of Pure and Applied Chemistry
(IUPAC).>®

Biosensors are developed by combining the miniaturized
electronics and selectivity assets of biological molecules with
knowledge in a multidisciplinary scientific field.>® A biosensor
consists of four components: (i) a biosensing element, (ii) an
immobilization matrix, (iii) a transducer, and (iv) an electronics
and display part, which are depicted in Fig. 1. When an analyte
of interest is present in the sample, it is captured by the
biorecognition element, which is immobilized on the immobi-
lization matrix. The biological or molecular responses are then
converted into signals that are measurable with the help of the
transducer.”” In biosensor development, the immobilization
matrix plays a pivotal role because it provides a high electron
transfer rate between the biorecognition mechanism and
the transducer, a highly suitable surface for bioelement immo-
bilization, and enhances the sensitivity of the biosensor, etc.
There are a variety of materials that have been explored
as immobilization matrices in biosensor development, such
as gold, silver, carbon-based nanomaterials, and other 2D
nanomaterials.

There have been multiple scientific works on borophene
that include its synthesis, characterization, and applications in
a variety of scientific fields in past years. However, to date, there
has been much less work that reported the classification of
borophenes on the basis of their dimensional properties and
synthesis on one platform with a major focus on biosensing.
This review provides the diverse approaches for the production
of different dimensional borophenes over the past year on one

© 2024 The Author(s). Published by the Royal Society of Chemistry
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platform with their drawbacks and advantages. Along with that,
we compile the exploration of borophene in electrochemical
biosensors in the past year, which will help the reader to
explore the world of borophene in biosensor research area.

2. Synthesis of borophene
nanomaterials

Borophene is a monoatomic layer of boron with a trigonal and
hexagonal atomic ring arrangement differently that provides
excellent material properties that have attracted significant
attention in the past few years.’> Additionally, researchers are
interested in exploring all the dimensional properties of bor-
ophene, so there has been exploration of different dimensional
forms of borophene as shown in Fig. 2 by various research
groups. 0D Borophene: 0D refers to quantum dots, which are
semiconductor nanocrystals 0-10 nanometers in size that exhi-
bit optical and electronic confinement and differ from their
bulk as a result of quantum mechanics. Researchers have
developed borophene quantum dots using various exfoliation
techniques.?*' 1D Borophene: 1D nanomaterials are defined
as linear architectures with a cross-sectional diameter of less
than 100 nm, including nanowires, nanotubes, and nanorods.
1D nanomaterials can offer large surface area and efficient
electron transport to achieve high electrochemical perfor-
mance. Borophene nanoribbons are one example of 1D
borophene.?> 2D Borophene: 2D nanomaterials are the thinnest
nanomaterials due to their thickness and dimensions on the
nanoscale. These nanomaterials have a single-layered structure.
These ultrathin nanomaterials can be synthesized using differ-
ent techniques. Although “2D” refers to a single-layer, these
nanosheets are often composed of a few layers. Researchers
have synthesized 2D borophene using different synthesis stra-
tegies such as epitaxial growth, chemical vapor deposition,
etc."®"" 3D Borophene: 3D borophene refers to the bulk form
of borophene, in which multiple layers of borophene are
arranged together to form a 3D structure. The properties of
3D borophene differ from its bulk. The unique dimensional
forms of borophene provide excellent properties, and its
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Fig. 2 Classification of borophene on the basis of dimensional properties.
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potential applications in different fields have been explored.
Scientists are continuously investigating borophene to unlock
its wide range of applications that can be employed in various
fields of research.®® In this section, we discuss the synthesis
processes of different dimensions of borophene nanomaterials.

2.1 Synthesis of 0D borophene nanomaterials

Quantum dots of borophene are 0D nanomaterials with
exceptional properties in terms of quantum confinement,
chemical stability,”® electronic mobility,”® Fermi band gap,*®
capacitance,®" and conductivity,>* and physicochemical char-
acteristics such as high quantum yield, Fermi band gap, size-
dependent luminescence, etc., which provide great potential in
the field of drug delivery systems, bio-imaging, and diagnostic
applications. For the synthesis of 0D nanomaterials, there are
two common approaches, bottom-up and top-down, in use,
among which the top-down approaches have several advan-
tages such as economic synthesis, purity, mass production,
etc.’® Hao et al. reported the first experimental synthesis of
boron quantum dots (BQDs) via a probe sonication technique.
The researcher added 30 mg of boron powder to 15 ml of
acetonitrile and probe-sonicated the mixture for 60 minutes
using a 400 W probe-sonicator with a 20 kHz frequency in a
cool bath. To extract the BQDs, the sample was centrifuged at
1500 rpm for 60 minutes and the supernatant was separated,
which contained BQDs with an average lateral size of 2.46 nm
and thickness of 2.81 nm according to TEM. Further character-
ization was carried out using AFM, XPS, FE-SEM, XRD, and UV-
Visible spectroscopy. The quantum effect of the BQDs makes
them a good component for advanced memory devices with an
on/off ratio of 1000 times.'® He et al. prepared crystalline
borophene quantum dots by a low-temperature-mediated
probe-sonication-assisted liquid-phase exfoliation technique,
as shown in Fig. 3(a); it is considered to be a top-down
approach. In the experimental setup, first, boron powder was
dispersed into propan-2-ol using ultra-sonication to form a
homogenous solution. Then, the H;BO; powder was dissolved
completely into the solution and stirred until it became homo-
genous. Next, to this, H,0, (30%) solution was added dropwise
to the boronoic solution. The powder was ultrasonically dis-
persed at low temperature in the propan-2-ol solution using a
high-power probe-type ultrasonicator, and the temperature of
the sonicated dispersion was always kept at about 5 °C. After 5 h
of ultrasonication, the product was separated using a centrifu-
gation technique at a velocity of 2000 rpm for 1 h, and the
supernatant was dialyzed. The dialyzed product was called
crystalline borophene quantum dots, which are mono-
dispersible with an average particle size of 3.5 nm, tremendous
dispersibility, and high thermodynamic stability in propan-2-ol
solution. Here, boric acid was an important factor for preparing
the borophene quantum dots, along with hydrogen peroxide,
which doubled the liquid-gas interfacial tension to peel the
boron particles. Importantly, high-power treatment with the
ultrasonic probe sonicator produces vacuum bubbles, which
break down the boron particles into pieces. The average size of
the borophene quantum dots was 3.5 nm according to TEM, as
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Fig. 3 (a) Graphical illustration of the low-temperature ultrasonication-assisted liquid-phase exfoliation synthesis for crystalline borophene quantum
dots. (b) TEM image of BQDs; the inset displays the BQD size distribution. (c) AFM image; the inset displays the topographic height parallel to the white
line. (d) HR-TEM image of B-QDs. (a)-(d) Reproduced with permission from ref. 36. Creative Commons Attribution-Non Commercial 3.0 Unported
License, (2021) Royal Society of Chemistry (RSC). (e) Graphical illustration of the ultrasonication-assisted liquid exfoliation synthesis procedure for
borophene quantum dots (BQDs). Reproduced with permission from ref. 37. Copyright (2023), Elsevier. (f) Graphical illustration of the ultrasonication-
assisted hydrothermal synthesis procedure of borophene dots (BDs). Reproduced with permission from ref. 38. Copyright (2023), Royal Society of
Chemistry (RSC).
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shown in Fig. 3(b). Their topographical height was 1-2 nm
according to AFM, as shown in Fig. 3(c), which indicated a
1-3 layered material having an inter-planar distance of 0.22 nm
with a clear dot structure in the HR-TEM image, as indicated in
Fig. 3(d), atomic force microscopy, and HAADSTEM, respec-
tively. Further validation of the crystalline borophene quantum
dots was carried out using XPS, powder XRD, Raman spectro-
scopy, UV-Vis spectroscopy, FT-IR spectroscopy, and magnetic
angle spinning (MAS) "'B-NMR spectroscopy, and photolumi-
nescence spectroscopy.*® Further, Liu et al. prepared high-
quality borophene quantum dots using a sonication-assisted
liquid-phase top-down technique in which boron powder was
first triturated in a mortar and pestle to make it thinner. Then,
the obtained thinner paste was mixed with a solution of N-
methyl pyrrolidone and butyl alcohol (6: 4) in a glass vial using
a stirrer until a transparent solution was obtained. The homo-
genous borophene dispersion was probe-sonicated at low tem-
perature for 120 minutes. The borophene suspension was
separated using centrifugation for 20 min at 7000 rpm, and
then a supernatant consisting of borophene quantum dots was
obtained. By controlling the probe sonication time, they could
control the borophene quantum dot sizes and uniform
morphologies. The morphologies and size were characterized
via SEM, FESEM, and TEM, the dimensions of the quantum
dots were characterized using AFM, and elemental distribution,
UV-Vis spectroscopy, XPS, and photoluminescence spectro-
scopy were carried out. The quantum dots had a size of
3.2 nm and topographical height of 2-3 nm. It was also
reported that the synthesized nanomaterial had a 5-7 layered
structure.® Kailasa et al. synthesized ultra-small BQDs using a
sonication-assisted liquid exfoliation method as shown in
Fig. 3(e), in which bulk boron powder was dissolved in
propan-2-ol using ultrasonication to form a transparent
solution. The H3;BO; powder was added to H,O, solvent and
then continuously stirred for 5 h at room temperature. The
reaction product was dispersed in isopropyl alcohol solution by
means of a probe-sonicator of high power for 20 min at 5 °C.
For purification, the mixture was centrifuged at 6000 rpm for 10
min. The BQDs were homogenously distributed in Milli-Q
water, showed blue fluorescence at a 365 nm excitation wave-
length, with dot shape. The average size of the particle was 1.61
=+ 0.28 nm using HR-TEM analysis, and further characterization
was carried out using XRD, FTIR, etc.’” Qureshi et al. prepared
0D borophene dots via two steps (i.e., sonication and hydro-
thermal methods) as shown in Fig. 3(f). First, a boron powder
(1 mg mL~") was dispersed in dimethyl formamide solution using
an ultrasonicator at 400 W for 300 minutes to obtain the 2D
borophene sheets. Afterward, the dispersion was centrifuged
and the brown-coloured supernatant containing 2D borophene
sheets was decanted into a Teflon-lined stainless autoclave
assembly for 12 h of hydrothermal reaction at 180 °C. After
the hydrothermal reaction, the reaction solution was cooled
down and separated through a syringe filter to collect the 0D
borophene dots. The borophene dot size was found to be 10 nm
with an interplanar distance of 0.19 nm using TEM and HR-
TEM, and other physicochemical validation were carried out

© 2024 The Author(s). Published by the Royal Society of Chemistry

View Article Online

Review

using XRD, XPS, ultraviolet-visible spectroscopy, and photolu-
minescence spectroscopy.*®*’

2.2 Synthesis of 1D borophene nanomaterials

Like graphene, borophene nanoribbons (BNRs) have fascinat-
ing electronic properties*®™** and mechanical properties; their
stabilities and electronic conductivities increase with their
width.** In the synthesis of 1D borophene, only one effort
has been made: Chen et al. prepared single-atom-thick boro-
phene nanoribbons using in-lab-developed low-temperature
scanning tunneling microscope (STM) hyphenated molecular
beam epitaxy in high-vacuum conditions. For the synthesis of
the nanoribbons, first, an Ag crystal was cleaned multiple times
using argon sputtering and annealing cycles. Then, preparation
of the borophene nanoribbon on an Ag substrate was initiated
via vapor deposition of evaporated pure boron atoms through
an electron beam evaporator at a temperature of 570 K under
high-vacuum conditions. The obtained borophene nanorib-
bons were a single atomic layer thick with a width of
10.3 mm and a length of hundreds of meters. The atomic
structures of the nanoribbons were found to consist of chains
of boron with variable widths parted by hexagonal void arrays.
The effective production of borophene nanoribbons explores
the field of 1D boron’s allotrope.®> As we can see, limited
research has been conducted in the field of one-dimensional
borophene nanomaterials, so efforts should be made to synthe-
size different shapes of 1D borophene nanomaterials.

2.3 Synthesis of 2D borophene nanomaterials

2D borophene nanomaterials are one of the lightest Dirac
materials of single atom boron. They exhibit several excellent
properties such as high Young’s modulus, which provides high
mechanical strength to the 2D borophene layer, 3-center
2-electron bonds, which provide electrical and thermal con-
ductivity with different orientations of 2D borophene layers,
which provide metallic anisotropy, etc., as compared to other
nanomaterials.”” It has good chemical stability and Fermi
resonance, which play a major role in conducting applications
of borophene.'* However, 2D borophene synthesis has been the
major challenge for researchers; thus, they have proposed
different synthesis approaches for 2D borophene, such as
molecular beam epitaxy, liquid sonication, chemical vapor
deposition, electrochemical exfoliation, etc., as shown in Fig. 4.

Among the various synthesis approaches, top-down synth-
eses include various exfoliation techniques such as liquid-
phase exfoliation, sonochemical exfoliation, electrochemical
exfoliation, and mechanical exfoliation, which are cheaper
and easier. For example, Kumar et al. reported the scalable
synthesis of freestanding sheets of borophene through the
process of sonochemical exfoliation. They reported the use of
acetone and ethylene glycol as solvents to yield monolayers
within a time duration of 12 h and 20 h, respectively, while
other solvent systems did not yield any monolayers. Water and
propan-2-ol displayed better exfoliation down to 2-3 monoa-
tomic layers, but the borophene sheet sizes were very small.
However, certain limitations, such as producing freestanding
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Fig. 4 Different synthesis approaches for 2D borophene.

borophene, are challenging due to its intrinsic reactivity
towards oxidation and degradation. The scaling of freestanding
borophene hybrids is difficult for larger sizes, as quality and
stability may be hampered.*® Cheng obtained borophene in its
pure form by micromechanical exfoliation. Here, the pressure
is applied vertically, which adheres the top layer of borophene
with the help of double-sided tape. Various phases of exfolia-
tion are carried out for up to 70 s and also cause strain in the
system. The double-sided tape acts as a cushioning layer, which
helps in sticking the adhesive surface of the tape to the top
layer of boron. When the adhesion force breaks the van der
Waals cohesive forces, exfoliation takes place. The folds and
bends in the borophene sheet were confirmed using optical
microscopy. However, the limitation of this method is that it
cannot provide precise control over the thickness of borophene
layers. Also, this process is time-consuming, as it is manual.
Hence, large-scale production is not possible. This method
often leads to contamination, as adhesive tapes are used in
this process, and removing this contamination is quite difficult
and challenging."* Chowdhury et al. explored an electrochemi-
cal exfoliation technique by attaching boron to a heating coil.
Here, the crystal lattice nature of the boron crystal can be
altered through the sintering procedure under various opti-
mum conditions. In this technique, the platinum behaves as an
anode, and the cathode is made up of boron; they are dipped in
an appropriate electrolytic solution. The temperature of the
boron rod reached up to 600-1000 °C for the exfoliation of
boron, leading to the formation of borophene flakes. The
exfoliated 2D borophene was segregated from the electrolytic
solution and washed several times to purify the flakes via a
membrane filter, and they were further washed with Milli-Q
water to eradicate impurities. They were then sonicated for 2 h
in acetone, so that the layers were dispersed into the acetone
and 2-3 layers borophene was synthesized. The sonicated
dispersion was further centrifuged at 4000 rpm for 30 min to
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detach the borophene layers. Finally, the borophene was col-
lected from the supernatant by the process of decantation. The
borophene was collected and dried. After ultrasonication, 2D
borophene layers were seen in the acetone, and this solution
was centrifuged further. The characterization of borophene was
carried out using zeta potential as well as particle size determi-
nation, and the size was found to be 400-600 nm. The main
limitations faced by this method are temperature control, and
management is required for maintaining the boron growth, as
no graphs are available to date to show the correlation between
the electrical conductivity and the temperature of the boron
powder. As borophene is anisotropic in nature, its electrical
conductivity can vary depending upon its crystallographic
orientation. Hence, it may exhibit high carrier density and
stiffness due to this property."® De et al. obtained 2-D boro-
phene sheets through the sonochemical exfoliation of amor-
phous boron in the liquid state. The authors used acetone as a
solvent and dispersed a pre-defined amount of boron powder in
it. The boron suspension was sonicated by means of a probe
sonicator at 30 kHz for around 24 h. This sonicated suspension
was centrifuged at 5000 rpm for 9-10 min. The resultant
supernatant was collected separately as borophene. These
borophene microstructures were characterized using HR-
TEM, as shown in Fig. 5(a), and TEM. Moreover, AFM was used
to analyze the thickness of the sheet, which was found to be
3.76 nm with 2-3 layers, as shown in Fig. 5(b).*®

The bottom-up approach techniques include chemical vapor
deposition, molecular beam epitaxy, thermal decomposition,
and epitaxial growth. For example, Guoan et al. synthesized
thin 2D films of boron on Cu foil, as shown in Fig. 5(c). They
prepared the boron source by mixing 99.99% boron powder and
99.98% boron oxide powder in a weight ratio of 1:1 on the Cu
foil. The dimension of the selected Cu foil was 25 pm. The
powder mixture was further loaded in a quartz boat, and the
thin films were grown on the Cu foil with a size of 3 x 2 cm”.
Purging of the quartz tube was carried out using high-purity H,
gas for 30 min. This setup was further mounted in a two-zone
chemical vapor deposition furnace. The temperature of the
synthesis zone was maintained at 1000 °C, and that of the
heating zone was maintained at 1100 °C; the zone temperatures
were controlled separately. The Cu foil was annealed for 1 h at
1000 °C. Eventually, the temperature of the heating zone was
increased to 1100 °C to synthesize B,0, vapor, which was then
transported to the synthesis zone by the high-purity H, to form
thin films of boron on the Cu foil. The boron films were
characterized using optical microscopy. UV-Vis absorption
spectra were obtained using a spectrometer at room tempera-
ture. However, a few limitations associated with this method
are that perfect epitaxy cannot be achieved due to lattice
mismatch and the formation of grains and defects during
growth. Boron atoms possess lower surface diffusion on Cu,
which may hinder the formation of uniform borophene sheets
with large surface area.”” Tai et al prepared borophene
nanosheets through a CVD technique using a furnace with a
dual-temperature zone. A carbon cloth was cut into small pieces
and ultrasonicated with acetone, isopropanol, and alcohol for

© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 5

(a) HRTEM image of borophene showing lattice fringes corresponding to the (i) y3 and (ii) 12 phases. (b) AFM image of borophene having a lateral

dimension of 100-150 nm with thickness of 3.76 nm, corresponding to a 2-3 layer borophene sheet. (a), (b) Reproduced with permission from ref. 45.
Copyright (2023), Royal Society of Chemistry (RSC). (c) Schematic representation of the home-made two-zone furnace used to obtain atomically thin 2D
g-B28 films using CVD, with top and side views of the borophene monolayer. Reproduced with permission from ref. 47. Copyright (2015), John/Wiley &

Sons.

15 min, and 500 mg sodium borohydride powder was used to
grow borophene. The borophene nanosheets were analysed
using ATR-FTIR spectroscopy, and the absorption peaks of
borophene were observed at 2471 cm™* and 2516 cm™ ", indi-
cating B-OH and BOH- - -H bonding, respectively. The optimum
conditions for borophene synthesis are a temperature of 700 °C
and 30 min, and the obtained borophene possesses excellent
stability and corrosion resistance. A few limitations associated
with this method are that borophene nanosheet may undergo
degradation or structural modification during the hydrogen
evolution reaction, which may affect its stability and catalytic
performance.”® Liu et al. prepared 2D sheets of tetragonal
borophene with higher stability and fabricated it on a 1 cm?
copper foil surface using a chemical vapor deposition techni-
que under low pressure. They mixed crystalline boron powder
and boron oxide powder in a mass ratio of 5:1 and placed the
powder into a reaction container. A Cu foil (25 pm thickness)
surface acted as a platform for the construction of 2D

© 2024 The Author(s). Published by the Royal Society of Chemistry

borophene, and the foil was annealed at 1000 °C for an hour.
The surface temperature of the Cu foil increased to 600 °C in
the presence of argon gas. Also, the temperature of the reaction
container was increased to 1100 °C to generate boron vapour.
The applied pressure must range from 87 Pa to 200 Pa and
must be applied for 30-120 minutes. Later, the kiln must be
cooled to room temperature in the presence of an inert gas. A
brown-colored thin layer was deposited on the Cu surface.
Eventually, a technique involving PMMA was used for the
extraction of a 2D borophene layer from Cu onto PMMA. The
PMMA was dipped into a ferric chloride solution for 2 h to
remove the Cu foil. The extracted sample was dipped into an
HCI solution for purification. As a result, the PMMA-covered 2D
borophene was relocated onto the target substrate, and the
PMMA could be removed by dissolving it in acetone at 80 °C.
The thickness of the borophene sheets ranged from 10-20 nm
according to STM. Through TEM and AFM analysis, it was
found that the sheet exhibited a clear and sharp diffraction

Mater. Adv,, 2024, 5,1803-1816 | 1809
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pattern, which confirmed the high crystallinity of the sheet.
The average electrical conductivity of the single borophene
sheet was found to be 4.5 x 107" mS cm ' and the energy
band gap was 2.1 eV. However, there were a few limitations,
such as the possibility of contamination or presence of impu-
rities in the resulting borophene sheets. Scalability and repro-
ducibility have been reported to be difficult to achieve using the
CVD process.”” Hou et al. first predicted hydrogenated boro-
phene to be an ideal material for use in nanoelectronics due to
its outstanding electronic and mechanical properties and good
stability. They firstly successfully synthesized ultrastable hydro-
genated borophene with semiconducting and crystalline prop-
erties using an in situ three-step thermal decomposition
process. The composition showed high stability in strong acidic
and basic solvents. Initially, for the large-scale synthesis of
freestanding borophene, an in situ three-step thermal decom-
position process with sodium borohydride was developed for
the growth without using any metal substrates. In step 1, the
powder was heated to 490 °C at a rate of 10 °C min~ " for around
2 h. In the next step, the intermediates were heated to 550 °C at
arate of 5 °C min " for 30 min. In the last step, the powder was
heated to 600 °C at a rate of 5 °C min~" for 30 min for the large-
scale production of borophene. It was characterized further
using SEM, and the average lateral sides of the sheet were
found to be 5.14 pm. The thickness of the sheet was measured
using AFM, and it was found to be 0.78 pm. Due to its excellent
stability and dispersion in various solvents like ethanol and
water, it can be widely used in borophene-modified nano-
devices.” Fie et al. synthesized a 2-D borophene sheet using a
thermal decomposition method. They mixed sodium borohy-
dride powder with Cu, ground and mixed them in the presence
of a homogenous dinitrogen atmosphere, and transferred the
mixture into a tubular furnace. First, the furnace’s temperature
was increased to 490 °C with at 10 °C min~" for 120 minutes.
This led to the formation of an intermediate compound. The
temperature was increased to 550 °C at a 5 °C min~* heating
rate, and kept there for 30 min, which caused the formation of a
more stable compound. The kiln was then cooled to 27 °C. After
multiple washing and dehydrating steps, the following sinter-
ing conditions were followed: the product was heated to 10~°
Pa and 700 °C at a rate of 50 °C min~ ", respectively; they further
dried the product at 800 °C. During the reaction, the pressure of
the setup reached 50 Pa, and the temperature was maintained
at 600 °C. The bulk composite material was cooled to room
temperature, and the diameter was found to be 30 mm with a
thickness of up to <3 mm. This method of synthesis presented
a few limitations; for example, finding a substrate that is
available for borophene growth and promotes the desired
crystal structure while minimizing lattice mismatch is difficult.
Also, the nucleation process is very difficult to control for the
production of uniform sheets with desired orientation, as the
boron atoms are highly reactive.*® Kehui et al. fabricated 2D
boron sheets through molecular beam epitaxy using an Al (111)
surface as a substrate. Aluminum has three free electrons,
which effectively compensates the electron deficiency in bor-
ophene. They performed the experiments in a low-temperature-
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environment scanning tunneling microscope-molecular beam
epitaxy system with a 10 mbar base pressure. The substrate was
cleaned, and borophene layers were synthesized by vaporizing
99.99% boron on Al (111) using an electron beam evaporator
with boron flux at a rate of 0.1 monolayer per minute at 500 K
during the process. The borophene monolayer was character-
ized using HR-TEM, which revealed characteristic triangular,
quasiperiodic corrugations. The dimensions of the triangular
corrugations were found to be 40-60 pm, and the intra-distance
between 6 and 7.5 nm. However, the limitation associated with
this method is that Cu may diffuse into the films, leading to
contamination.®® Luijten et al. achieved the growth of boro-
phene; boron flux was initiated by the evaporation of a boron
rod by utilizing an electron beam on a Ag (111) thin film with a
thickness of 300 nm, and it was carried out on a mica substrate
in the presence of UHV. Borophene was homogenously formed
by maintaining the substrate temperature at 480 °C, but the
limitation associated with this synthesis method is that the
interface between the borophene film and mica substrate plays
a very important role in determining the performance of the
device. Hence, achieving a well-defined and controlled interface
along with interfacial defects and minimal lattice mismatch is
challenging and can affect the electrical and optical properties
of the photodetector.”” Michael et al. found a substitute way of
preparing a single-phase borophene domain using improved
epitaxy. They synthesized borophene on a hot metallic sub-
strate. Iridium (111) is the substrate of choice for borophene
synthesis. Borazine was used as a precursor depending upon
the dosing temperature, i.e., a temperature of 1100 °C was used
to obtain a boron-enriched surface with lack of nitrogen.
However, the associated limitation is that borazine is used as
the precursor for the thermal decomposition process for the
synthesis of borophene on iridium (111), but the availability of
high-purity borazine is difficult, and its stability is hampered.
Also, the decomposition of borazine may release by-products
and contaminate the borophene film.>?

2.4 Synthesis of 3D borophene nanomaterials

The structure of borophene has attracted the attention of the
scientific community due to its light weight (desirable for
improving the performance and efficiency of the material),
high strength (useful for structural applications), unique flex-
ibility and tunable electronic properties, low chemical reactiv-
ity, etc. These properties make it less prone to corrosion and
oxidation with respect to other materials. On the basis of the
literature review to date, there are no synthesis approaches
available for the synthesis of 3D structures of borophene, but
efforts towards computational approaches towards the synth-
esis of 3D borophene materials have been made. Borophene
sheets are bonded and stacked on top of each other, leading to
development of 3D layered structures constructed via interlayer
interactions. These layered structures are more stable. Boron
nitride has excellent thermal as well as electrical insulation,
and thus exhibits great potential in the field of electronic
packaging. Constructing a 3D network structure helps to
increase the thermal conductivity through interconnected

© 2024 The Author(s). Published by the Royal Society of Chemistry
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structures. They are dynamically stable, and hence represent an
opportunity for the discovery of new structures for numerous
applications such as microelectronic devices, nanoscale elec-
tronic devices, energy storage devices, etc.>> Muhammad et al.
designed 3D porous structures based on two metallic boro-
phenes, termed as 3D P12-borophene and 3D B7P2, using
density functional theory. Both 3D materials are found to be
stable electrically and mechanically. Hence, they designed it in
such a way that it possesses the outstanding properties of 3D
porous boron.>*

In Table 1, we have classified borophene materials as 0D,
1D, 2D, and 3D borophene on the basis of their dimensional
property and summarized the different techniques for their
synthesis with their drawbacks and advantages as compared to
other synthesis approaches. The table also includes their
applications and key references. This table provides a compila-
tion of the different techniques for borophene nanomaterial
synthesis for quick reference by the reader.

3. Biosensing applications of
borophene nanomaterials

Borophene, which is made up of a monoatomic boron layer,
has attracted significant attention due to its remarkable elec-
tronic, mechanical, and thermal characteristics. Among the
various nanomaterials, borophene possesses higher electrical
conductivity than other nanomaterials like graphene, germa-
nene, etc. The surface functionalities on borophene, such as B-
OH, and the electron-deficient nature of the boron atom in
borophene make it a suitable platform as an immobilization
matrix. This helps in covalent immobilization and physical
adsorption of bioreceptor elements in biosensing platforms.
Additionally, borophene has a high electroactive surface area,
anisotropic nature, and high electron mobility, which result in
enhanced analytical properties in biosensing applications.
These properties are in line with the development of highly

DHEA

J PBSpH9
"}dﬁb —
»

Fluorescence enhancement
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sensitive biosensors operated by a smartphone to accomplish
early-stage POC diagnosis.® Along with these wide-ranging
applications of borophene, it has also been used in the fabrica-
tion of biosensing platforms for the detection of various
diseases. Initially, Kailasa et al. used water-dispersed boro-
phene quantum dots for the fabrication of a biosensor platform
for sensing of dehydroepiandrosterone. The synthesized bor-
ophene quantum dots with a particle size of 1.61 + 0.28 nm
exhibit blue fluorescence under a 365 nm excitation wavelength
and exhibit a quantum yield of 24.12%. This fluorescence
property helps in the development of fluorescence biosensors.
In the sensing results, it has been observed that the dehydroe-
piandrosterone selectively binds with borophene quantum dots
and enhances the fluorescence of the borophene quantum dots
(Fig. 6).>” This fluorescence-based biosensor is a ‘turn-on’ type
sensor that can detect dehydroepiandrosterone within the
range of 0.1 to 125 uM in plasma and urine-like biofluids with
a detection limit of 18.72 nM.

Further, borophene was used for the development of an
electrochemical biosensor for glucose detection. Baytemir et al.
developed enzyme-free phthalocyanine-borophene
nanomaterial-based electrochemical sensors for glucose detec-

nickel

tion, in which the nickel phthalocyanine-borophene nanocom-
posite achieved an electrical conductivity of 9.5 x 107°Scem ™.
This obtained conductivity is much higher (~30000 times)
than that of nickel phthalocyanine, which has a conductivity of
3 x 107" S em ™. This alteration in the electrical conductivity
of the composite is due to the high electron carrier ability of the
borophene. The developed sensor can detect glucose with a
linear detection range and sensitivity of 1.5-24 mM and
10.31 pA mM ' em™ 2, respectively, and a detection limit of
0.15 mM. In this work, the borophene nanosheets provide
chemical stability and electron mobility towards nickel phtha-
locyanine for glucose detection.>® Tasaltin developed a poly-
acrylonitrile:B-rhombohedral borophene-based enzyme-free
electrochemical biosensor for glucose detection. In this work,
the centrosymmetric form of f-rhombohedral borophene was

-

BODs + DHEA

Fig. 6 Dehydroepiandrosterone detection mechanism of BQDs. Reproduced with permission from ref. 37. Copyright (2023), Elsevier.
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synthesized via a physical liquid exfoliation method, and the E 5 8 8 K & 3 3
obtained product had a hexagonal morphology and a 0.41 nm z
inter-lattice dimension. To prepare the polyacrylonitrile:B '—g 2 % 8 v ¥ @ @
borophene-based composite, a sonication-assisted exfoliation ‘; S A S A o
method was utilized. The polyacrylonitrile:f-rhombohedral =
borophene nanomaterial-based sensor for glucose sensing r§
obtained a sensitivity and limit of detection of 8.43 pA mM " E
cm™ 2 and 0.099 mM, respectively, with a fast response time of 1 &% | é é ;‘3 ;"j é ;"3
minute. Here, the pf-rhombohedral borophene nanomaterial o
delivered a high charge kinetics mechanism to detect the E .
glucose level more precisely at room temperature.”® Karakus T L L L &
MU = ‘2 = 2 2 uE
et al. developed a polyaniline:borophene-based enzyme-free > E g E E T 2g°
electrochemical biosensor for the detection of glucose. The 2 E < ER= T <=
developed sensor had an improved LOD and LOQ of 0.5 mM a 2e XSS el
and 1.7 mM, respectively. In this work, they also concluded that g1 253 g5S5853%
the biosensor based on polyaniline-borophene has superior é E E é s = Z
glucose sensing properties compared to polyaniline alone. The g2l o~ g E > §T
developed polyaniline-borophene-based biosensor can detect a E s 2 2 2 2 g Z é
glucose in the range of 1-12 mM with a sensitivity of Y s g
96.93 pA mM ' cm > The factors behind the obtained s = = =
improved biosensing results are due to the presence of E e E i é Q‘ EL
borophene.’” Tasaltin et al. developed an enzyme-free electro- g T7 109 B wE
chemical sensor for the detection of urea using a highly Sl 4 5 & 12 <2
sensitive and selective material, copper phthalocyanine-boro- " .
phene nanocomposites. The developed sensor has an excellent _‘g 5 E) v ¥ o o
sensitivity of 10.43 pA mM ' cm™? with a detection limit of E £ %E E j’::" %
0.05 puM. Copper phthalocyanine borophene nanocomposites 75 E g %E = 8>> 2 g
have a high selectivity in different matrices, such as various £ % < EE‘ g E g 2
blood sugars. They can be used in highly competitive ion E g g Y EEE _‘g gg §
solutions dufe to the su.rface and chemical advanta.ges of copper g £ ;‘f:; gé g 5 ) TEU &
phthalocyanine. In this context, the phthalocyanine dyes have | s 3 2= sg £ g2 %
high electronic displacement and electrocatalytic properties, @A ZSAHA OSA =
and the copper phthalocyanines possess extended m-electron
conjugation systems, with redox-mediator and electrocatalytic o N g g g
properties. Borophene, which is a 2D highly conductive mate-  § z 38 2838
rial, is used for electron transfer and electrical conductivity in %g Y E ; § ; § § § E 5
the sensor. The urea detection mechanism in this biosensor 8 e = g-g E-E gﬁ £ %
was explained on the basis of two reactions, i.e., a catalytic 5 % % . §‘§ E‘TQ E‘E@ é
reaction and an oxidation/reduction of the sensing material. In g 2 ’g § % £ E g % = § g
the catalytic reaction, urea produces 2 NH' ions and CO~, and 3 B|lE82z%S 25255 E
these ions increase the conductivity by providing more electron 5 %
flux to the conduction band.® Baytemir et al. developed a &% 5
highly selective polyaniline-borophene nanocomposite-based é é fé
enzyme-free electrochemical sensor for dopamine sensing. The g 5 3
developed dopamine biosensor has a detection range of & E @ 2 §
0.15625-5 pM with a sensitivity and limit of detection of & 55 2 E g
385.05 pA uM ' em 2 and 0.017 pM, respectively. In this work, % .S % E g = g
the sensitivity of a PANI electrode was enhanced by 2D bor- < e e - 8 @
ophene through making polyaniline/borophene nanocompo- ° & .
sites for the sensing application; among these components, § é g %
borophene provides high electron conduction. Here, dopamine g £ £ ig
is detected on the principle of redox interaction between > S% " %‘3 -
dopamine and the nanocomposite.>® Kumar et al. developed -E 2 g 3 £ » 8 <
a PEDOT:PSS- and borophene-nanosheet-modified paper-based 2|88 i ;S :5: §
electrochemical biosensor for Serum Amyloid A (SAA) biomar- ¥ Q. s % A
ker sensing. The developed biosensor has a limit of detection of ~ © | & Ele & & ¢ v ¢ «
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0.49 ng mL™", a linear detection range of 1 ng mL™'-60 pg
mL ", and a stability of up to 42 days. The developed biosensor
shows enhanced electrochemical performance, flexibility, and
signal stability due to the incorporation of borophene and its
unique properties.® In Table 2, we have summarized the use of
borophene nanomaterials in the fabrication of biosensing plat-
forms for the detection of various analytes.

4. Future prospects

Although various developments have been achieved in the field
of synthesis of different-dimensional borophene materials,
numerous challenges remain to be addressed in borophene
synthesis. In the literature, the research community has
reported many techniques for the synthesis of different-
dimensional borophene materials, along with their advantages
and limitations relative to the other synthesis techniques.
However, there are substantial experimental studies on-going
in this area to investigate the synthesis of borophene via easy
synthesis techniques to create different-dimensional boro-
phene nanomaterials with excellent properties. This would
permit them to be used in real-world applications such as
photovoltaic devices, thin-layer electronics, optoelectronics,
sensor development, etc. As compared to synthesis of 0D and
2D borophene, there are very limited reports available regard-
ing the synthesis and applications of 1D and 3D borophene.
Thus, significant efforts have been made in the field of synth-
esis of borophene nanomaterials with different dimensional
states, which enhances their prospects in a variety of research
areas and in exploring the application roles of borophene.
Moreover, the application of 0D, 1D, 2D, and 3D borophene
nanomaterials should be extended to scientific research fields.
Equally, the biosensing applications of borophene may be
extended to other biomolecules (different analytes) for the
diagnosis of various diseases as well as their prognosis. How-
ever, the synthesis of borophene and its biosensing applica-
tions remain in the early phase of research, and new synthetic
methods for borophenes should be continuously discovered
and explored because of its unique properties, which would
expand its applications in current fields of science such as
MEMS and NEMS. New ventures towards the profitable accep-
tance of borophene nanomaterials for numerous industrial and
commercial applications should be supported. Finally, boro-
phene nanomaterials are known as novel wonder materials in
chemistry after carbon. In the near future, the variety of
applications of borophene nanomaterials in multidisciplinary
research will be expanded through new findings.

5. Conclusions

Borophene has a unique electronic structure with n-type semi-
conductor properties when used as a single-layered structure. It
also has other attractive properties, including light weight,
good mechanical toughness, and superconducting properties
(to compete with other existing 2D nanomaterials) that increase

1814 | Mater. Adv, 2024, 5,1803-1816
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its application potential in the areas of flexible electronics,
optoelectronics, and biosensors. Additionally, borophene exists
in different dimensional states from 0D to 3D, which helps in
tuning its properties for a wide range of research applications,
such as the miniaturization of electronics, space engineering,
textile production, etc. In this review, we have discussed the
synthesis of different-dimensional borophene and its applica-
tions in the field of the fabrication of electrochemical biosen-
sors in detail. Various synthesis approaches have been
employed to fabricate borophene, such as chemical vapor
deposition, liquid-phase exfoliation, sonochemical exfoliation
techniques, mechanical exfoliation, molecular beam epitaxy,
thermal decomposition, and epitaxial growth. Among them,
CVD, MBE, thermal decomposition, and epitaxial growth have
advantages like good crystalline growth and monolayer struc-
ture, but also have the limitations of laborious and costly
techniques. In contrast to this, various exfoliation techniques,
such as liquid-phase exfoliation, sonochemical exfoliation tech-
niques, and mechanical exfoliation, have advantages over other
synthesis techniques, such as cheaper synthesis for 0D boro-
phene and crystalline nature, but also have the limitations of
lower product yield, and batch-to-batch variation. From the
present investigation in the field of borophene, it is found that
very few works have been carried out in this field, particularly in
the synthesis of 1D and 3D borophene nanomaterials. Efforts
should be made towards the synthesis of three-dimensional
borophene nanomaterials and their use in other biomedical
fields, such as the fabrication of point-of-care devices for
communicable and non-communicable diseases, fluorescent
biosensors, drug delivery, gene delivery, scaffold synthesis, etc.

Abbreviations

0D 0-Dimensional

1D 1-Dimensional

2D 2-Dimensional

3D 3-Dimensional

CVD Chemical vapor deposition

IUPAC International union of pure and applied chemistry

TEM Transmission electron microscopy

AFM Atomic force microscopy

HR-TEM High resolution transmission electron microscopy

HAADSTEM High angle annular dark field imaging scan-
ning transmission electron microscopy

XPS X-ray photoelectron spectroscopy

XRD X-ray diffraction

UV-Vis Ultraviolet-visible

FT-IR Fourier transform infrared

MAS Magnetic angle spinning

NMR Nuclear magnetic resonance

SEM Scanning electron microscopy

FESEM Field emission scanning electron microscopy

BQD Borophene quantum dots

BNR Borophene nanoribbons

ST™M Scanning tunneling microscopy
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PMMA Polymethyl methacrylate

UHV Ultra high vacuum

ATR Attenuated total reflectance
DHEA Dehydroepiandrosterone

LOD Limit of detection

LOQ Limit of quantitation

PANI Polyaniline

MEMS Micro electro mechanical systems
NEMS Nano electro mechanical systems
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