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Polarity profiling of porous architectures:
solvatochromic dye encapsulation in metal–
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Axel Griesbeck, a Klaus Meerholz,a Thomas S. Hofer b and
Uwe Ruschewitz *a

Metal–organic frameworks (MOFs) have gathered significant interest due to their tunable porosity lead-

ing to diverse potential applications. In this study, we investigate the incorporation of the fluorosolvato-

chromic dye 2-butyl-5,6-dimethoxyisoindoline-1,3-dione (QPhth) into various MOF structures as a

means to assess the polarity of these porous materials. As a purely inorganic compound, zeolite Y was

tested for comparison. The fluorosolvatochromic behavior of Phth, which manifests as changes in its

emission spectra in response to solvent polarity, provides a sensitive probe for characterizing the local

environment within the MOF pores. Through systematic variation of the MOF frameworks, we

demonstrate the feasibility of using (fluoro-)solvatochromic dyes as probes for assessing the polarity

gradients within MOF structures. Additionally, the fluorosolvatochromic response was studied as a

function of loading amount. Our findings not only offer insights into the interplay between MOF

architecture and guest molecule interactions but also present a promising approach for the rational

design and classification of porous materials based on their polarity properties.

Introduction

Within the last two decades, interest in metal–organic frame-
works (denoted as MOFs in the following) rose rapidly, as these
porous compounds were found to have the potential to be
applied in various technologically relevant areas. MOFs consist
of metal nodes, which are connected via organic linkers to form
networks with potential voids.1 One of their potential applica-
tions is their ability to host guest molecules within these voids.
In this respect, photoswitchable molecules have been consid-
ered, as due to their spatial separation within the MOF’s voids
photoswitching is improved or even enabled in the solid state:
various switch@MOF systems (= the ‘‘@’’ denotes the incor-
poration of a switch as a non-covalently attached guest mole-
cule within the MOF pore) have been synthesized so far,
starting with the work of Fujita and co-workers in 2010 on
the E/Z isomerization of stilbene.2 Ever since, many reports

followed and showed impressively the enormous potential of
MOFs to function as nano-vessels enabling structural transfor-
mations of non-covalently attached guest molecules, and thus,

Heidi A. Schwartz

Heidi A. Schwartz finished her
PhD with distinction under the
supervision of Prof. Dr Uwe
Ruschewitz (University of
Cologne, Germany) in 2018.
These studies were followed by a
three-years postdoc at the
Universität Innsbruck with
Univ.-Prof. Dr Hubert Huppertz,
including a guest professorship at
the University of Lorraine,
France, invited by Prof. Dr
Dominik Schaniel. Since 2022,
she is Assistant-Professor at the

Universität Innsbruck and group leader of the ‘‘Photoactive Hybrid
Materials’’. Her research focus lies in in the field of the synthesis
and detailed analysis of photoactive hybrid materials consisting of
non-covalently attached photoactive dyes and porous host
materials.

a Department of Chemistry, University of Cologne, Greinstraße 4-6, D-50939

Cologne, Germany. E-mail: uwe.ruschewitz@uni-koeln.de
b Institute of General, Inorganic and Theoretical Chemistry, University of Innsbruck,

Innrain 80-82, A-6020 Innsbruck, Austria. E-mail: heidi.schwartz@uibk.ac.at

† Electronic supplementary information (ESI) available. See DOI: https://doi.org/

10.1039/d4tc01401d

Received 5th April 2024,
Accepted 24th May 2024

DOI: 10.1039/d4tc01401d

rsc.li/materials-c

Journal of
Materials Chemistry C

PAPER

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

8 
 2

02
4.

 D
ow

nl
oa

de
d 

on
 0

2/
03

/2
02

6 
13

:3
1:

35
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n 
3.

0 
U

np
or

te
d 

L
ic

en
ce

.

View Article Online
View Journal  | View Issue

https://orcid.org/0000-0001-9894-1527
https://orcid.org/0000-0002-3099-5964
https://orcid.org/0000-0002-4185-7831
https://orcid.org/0000-0002-8871-1549
https://orcid.org/0000-0002-6546-3482
https://orcid.org/0000-0002-6559-1513
https://orcid.org/0000-0002-6511-6894
http://crossmark.crossref.org/dialog/?doi=10.1039/d4tc01401d&domain=pdf&date_stamp=2024-06-01
https://doi.org/10.1039/d4tc01401d
https://doi.org/10.1039/d4tc01401d
https://rsc.li/materials-c
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4tc01401d
https://pubs.rsc.org/en/journals/journal/TC
https://pubs.rsc.org/en/journals/journal/TC?issueid=TC012024


8760 |  J. Mater. Chem. C, 2024, 12, 8759–8776 This journal is © The Royal Society of Chemistry 2024

introducing new functionalities.3–16 Among the many photo-
chromic dyes applied, spiropyrans and spirooxazines are of
specific interest, as they do not only exhibit photochromic but
also solvatochromic behavior. Solvatochromism describes the
dependence of the absorption maximum of a molecule on the
surrounding environment.17 By the embedment of spiropyrans
and spirooxazines into MOFs, our group was able to achieve
both photochromism and solvatochromism in the solid
state.7,8,10 The MOF dependent absorption properties of these
spiro-compounds allowed for a very basic qualitative polarity
classification of the respective MOF hosts.7,8,10 The dependence
of the emission maximum of an embedded chromophore on
the surrounding MOF environment was already reported in
2017 by the Shustova group,18 but without connecting this shift
of the emission maximum to the chemical nature of the MOF
voids. In later work, it was attempted to relate this behavior to
the different sizes of the MOF pores.19,20 Remarkably, Hirai
et al. showed that the relocation of a TICT fluorophore (TICT:
twisting intramolecular charge transfer) encapsulated in a MOF
pore from a polar to a nonpolar environment induced by a UV
laser led to a drastic change of the emission properties of the
fluorophor.21

To investigate the impact of different MOF pores on the
emission properties of encapsulated fluorophores in more
detail, it is desirable to have a probe molecule with a smaller
size at hand compared to the molecules applied in the studies
summarized above. This would allow to include MOFs with
smaller entrance windows and pores in these investigations.
Even more, smaller molecules are expected to show a higher
mobility within larger MOF pores thus reducing the effect of
specific orientations of the fluorophore due to spatial restric-
tions on its emission properties. Notably, smaller molecules
should also increase the probability of pore filling with
more than one guest molecule so that next to host–guest
interactions, guest–guest interactions must also be considered.
For this reason, we have chosen a small and polarity sensitive
phthalimide dye to be investigated as a probe molecule
for the polarity within various MOF pores. These phthalimide
dyes typically exhibit shifted emission bands upon varying
polarity of the surrounding medium (solvent), which is referred
to as fluorosolvatochromism22 or solvatofluorochromism.23 A
very well studied example of such a strong solvatochromic
fluorophore with a change in dipole moment with me 4 mg

upon excitation is 4-aminophthalimide with a Stokes shift
of D~n = 5010 cm�1 for diethyl ether - water.24–27 In the

present work, the structurally related compound 2-butyl-5,6-
dimethoxyisoindoline-1,3-dione28 (QPhth) was chosen as guest
molecule to confirm the concept of MOFs as ‘‘solid solvents’’
for dye molecules10 and to probe the polarity within MOF pores.
This phthalimide was selected as it shows an even higher
Stokes shift of D~n = 6547 cm�1 (diethyl ether - water),28 and
is therefore expected to respond more sensitive to changes in
polarity of the surrounding medium. The structure of Phth is
shown in Fig. 1.

When dissolved in solvents of varying polarity, the emission
maxima are progressively red-shifted by increasing the solvent
polarity (see Fig. S1 and Table S1, ESI†). According to the
elutrope series of Snyder,30 methanol is the most polar of the
used solvents, followed by ethanol, chloroform, acetone and
finally toluene. The red-shift between the less polar toluene
(lem = 431 nm) and the most polar methanol solution (lem =
490.5 nm) is significant. In this work, the optical response of
Phth encapsulated in different MOF host matrices as well as
zeolite Y is studied. These findings are compared to the results
of the formerly reported systems containing a nitro-substituted
spiropyran10 and a spirooxazine.8 In order to address the
influence of varying pores sizes, pore shapes and building
blocks, the following MOFs were selected: MOF-5,31 MIL-
68(In) and MIL-68(Ga),32 MIL-53(Al),33 MFM-300(Ga2),34 UoC-
2(Ga,1F),35 UoC-2(Ga,2F),35 UiO-6636 and ZIF-8.37 The four first
mentioned MOFs are built up with terephthalate linkers but
differ in the respective metal cations and the sizes of the pores.
MFM-300(Ga2), UoC-2(Ga,1F) and UoC-2(Ga,2F) are isostruc-
tural with the MFM-300 topology and contain the same (Ga3+)
cation, but the incorporated bptc linker (biphenyl-3,3 0,5,5 0

tetracarboxylate) shows an increasing degree of fluorination.
With UiO-66 and ZIF-8, two MOFs with comparably small
pore sizes were added, which are expected to lead to strong
host–guest interactions. Furthermore, UiO-66 with a
Zr6O4(OH)4 core as well as ZIF-8, the only MOF not based
on carboxylate linkers in this investigation, show a signifi-
cantly different structural composition compared to the
other MOFs in this study. Finally, as a different type of a
porous material, zeolite Y38 was selected to elucidate the
impact of an anionic, purely inorganic cage on the optical
properties of the embedded dye. In Table 1, the important
characteristics of these host matrices are summarized,
including the respective metal-nodes, organic linkers as well
as pore sizes (taking the van der Waals radii into account).
Additionally, the individual MOF structures are shown. Nota-
bly, MIL-68(In) and MIL-68(Ga) as well as MFM-300(Ga2) and
its fluorinated derivatives UoC-2(Ga,1F) and UoC-2(Ga,2F)
exhibit analogous structural motifs, so only one MOF struc-
ture is depicted.

In addition to these investigations, a dilution series of Phth
inside MOF-5 and MIL-68(Ga) was studied to address the
influence of guest–guest interactions on the optical properties
of the embedded Phth dye. These two MOFs were selected, as
they exhibit a different polarity, as determined in our previous
studies on spiropyrans10 and spiroxazines.8 Furthermore,
alongside the experimental investigations, molecular dynamics

Fig. 1 Structure of 2-butyl-5,6-dimethoxyisoindoline-1,3-dione (QPhth).
The molecule size is B6.2 Å� 12 Å, and measures 13 Å in its diagonal. Sizes
were estimated utilizing the VMD (visual molecular dynamics) package.29
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(MD) simulations have been performed. In particular, density
functional tight binding (DFTB) approaches provide a versatile
and effective framework to achieve an accurate description
of pristine MOFs as well as guest@host systems.44,45

In combination, DFTB MD simulations can achieve compara-
tively long simulations of guest@MOF systems up to the

nanosecond range,46,47 providing detailed insight into the
underlying host–guest interactions at the molecular level. Thus,
in this work, a series of DFTB MD simulations of Phth in the
topologically different host systems MOF-5 and MIL68(Ga) has
been carried out, thereby considering different degrees of
loading.

Table 1 Individual characteristics of the applied porous host materials including organic linkers, metal-nodes and the pore size (diameter) as well as the
size of the pore aperture (bdc = benzenedicarboxylate; bptc = biphenyltetracarboxylate; mim = methylimidazolate). Pore diameters are given for the
solvent-free MOFs (taking the van der Waals radii into account). Additionally, the individual MOF structural motifs are shown. The structural motifs were
visualized via Diamond 4.439 and the VMD program package29

Host matrix Linker Metal cation Pore size (diameter) Size of the pore aperture MOF structure

MOF-531,40 bdc Zn2+ B12 Å B8 Å

MIL-68(In)32 bdc In3+ B18 Å B18 Å
Hexagonal pore Hexagonal pore

MIL-68(Ga)32 bdc Ga3+ B17 Å B17 Å
Hexagonal pore Hexagonal pore

MIL-53(Al)33 bdc Al3+ B12.3 Å x 7.8 Å B12.3 Å x 7.8 Å

MFM-300(Ga2)34 bptc Ga3+ 6.7 Å 6.7 Å
UoC-2(Ga,1F)35 4-1F-bptc Ga3+ B6.5 Å B6.5 Å
UoC-2(Ga,2F)35 4,40-2F-bptc Ga3+ B6.5 Å B6.5 Å

UiO-6636,41 bdc Zr4+ 7.5 Å and 12 Å 6 Å

ZIF-837,42 mim Zn2+ 11.6 Å 3.4 Å

Zeolite Y38,43
Sodalith cages built
up from edge sharing
SiO4 and AlO4 tetrahedra

12 Å 7.4 Å
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Results

Formation of the hybrid systems containing Phth as guest
molecules and various MOFs as well as zeolite Y as host
materials was achieved by the gas-phase loading approach,
which is advantageous, as no effects from solvent molecules
have to be considered. This is an essential prerequisite to
exclusively study the influence of the porous host on the
electronic structure and thus optical properties of the inserted
dye molecule. Using this approach, ten new compounds were
synthesized:

Phth@MOF-5 (1), Phth@MIL-68(In) (2), Phth@MIL-68(Ga)
(3), Phth@MIL-53(Al) (4), Phth@MFM-300(Ga2) (5), Phth@UoC-
2(Ga,1F) (6), Phth@ UoC-2(Ga,2F) (7), Phth@UiO-66 (8),
Phth@ZIF-8 (9) and Phth@zeolite Y (10).

The successful formation of the hybrid systems was con-
firmed by powder X-ray diffraction (= PXRD) measurements.
Here, modulations in intensity of the MOF reflections compared to
the non-loaded MOF occur, as the embedded Phth guests change
the electron density within the MOF pores and thus modulate the
structure factors. The respective diffraction patterns can be found
in Fig. S2–S11, ESI.† The composition Phth:MOF, i.e. the loading of
the MOF pores, was determined utilizing X-ray photoelectron
spectroscopy (=XPS). Here, the characteristic core level peaks of
both the guest and the host were analysed and their relative
intensities were compared to obtain the guest-to-host ratios. The
fitted XPS spectra as well as the calculated ratios can be found in
the ESI,† Fig. S13–S24 and Tables S3–S7.

Optical properties of Phth as a function of local environment

Phthalimides feature a high sensitivity of their emission bands
on the polarity of the solvent, which results in a profound red-
shift of the emission bands with increasing polarity of the
solvent. According to the previously reported results on the
solvatochromism of spiropyrans and spirooxazines inside dif-
ferent MOF hosts,7,8,10 host dependent emission maxima are
expected for Phth within the different porous matrices as well.
The emission spectra of all compounds 1 to 10 are summarized
in Fig. 2; for better clarity, the spectra were separated into two
figures (top: 2–4, 10; bottom: 1, 5–9). Additionally, the emission
spectrum of pristine solid Phth was recorded (dashed black
line) to compare the shift of its emission band with those of
compounds 1 to 10. The emission bands of the Phth@PM
compounds (PM: porous material) are presented as solid lines
in different colors. Phth@ZIF-8 (dashed green line, Fig. 2,
bottom) features an additional linker-based emission band at
lem = 443.5 nm (lem = 449 nm for unloaded ZIF-8).48 Addition-
ally, the luminescence characteristics of the pristine host
materials were determined to exclude self-emission or excita-
tion of the host instead of the Phth molecule under the given
conditions. The respective spectra can be found in Fig. S25–
S34, ESI.† In the following, the emission characteristics of Phth
inside the various host matrices will be described, starting with
Fig. 2, top.

Overall, significant differences in the emission maxima of
Phth inside the various host matrices are obvious. When

embedded inside MIL-53(Al) (dark green line, Fig. 2, top), an
emission maximum at 435.5 nm is found, followed by the
slightly red-shifted emission maxima of MIL-68(In) (light green
line, respectively, Fig. 2, top) and MIL-68(Ga) (blue line, Fig. 2,
top). With emission maxima in the range of 467–470 nm, the
host matrices zeolite Y (orange line, Fig. 2 top) as well as MOF-5
(purple line, Fig. 2, bottom), UoC-2(Ga,2F) (green line, Fig. 2,
bottom), MFM-300(Ga2) (orange line, Fig. 2, bottom), UoC-
2(Ga,1F) (red line, Fig. 2, bottom) and UiO-66 (turquoise line,
Fig. 2, bottom) show a significantly higher red-shift. For ZIF-8
(dashed green line, Fig. 2, bottom), two emission maxima are
present, of which one is positioned at 443.5 nm (self-emission
of ZIF-8, vide supra)48 and one at 516 nm originating from the
embedded Phth (see Fig. 2, bottom, green dashed line). The
shifted self-emission of ZIF-8 (shift from 449 nm48 to 443.5 nm)
originates from the interactions of the linker with the Phth
guest. The second emission maximum is considerably bath-
ochromically shifted in comparison to the other host matrices
of this study. For a better overview, the fitted values of the
emission maxima lem of 1 to 10 are listed in Table 2.

In previous studies, solvatochromic spiropyran10 and
spirooxazine8 could also serve as polarity probes for a few
selected MOFs. In both studies, we found that the polarity

Fig. 2 Normalized emission bands of Phth embedded in different porous
host matrices in comparison to pure Phth (dashed black lines). Excitation
wavelength: lex = 347 nm (pure Phth and 1 to 8) and lex = 340 nm (9 and 10).
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increases from MIL-53(Al) to the MIL-68 family and, finally, to
MOF-5 being fully consistent with this current study using Phth
as sensor dye. As Phth is small compared to the previously
studied spiropyran and spirooxazine molecules, we were able to
investigate a larger variety of potential host materials including
those with smaller pores and opening windows. E.g., the
emission spectrum of Phth@zeolite Y shows that this purely
inorganic host has a polarity very similar to that of MOF-5.

Considering only MOFs with unsubstituted carboxylate lin-
kers, a polarity trend MIL-53(Al) o MIL-68(In) o MIL-68(Ga) o
MOF-5 o MFM-300 o UiO-66 is found. Tracing this trend back
to structural features is not straightforward for all MOFs. The
first four MOFs are built from different metal nodes and
terephthalate linkers. The metal core of MOF-5 has a signifi-
cantly higher charge ([Zn4O]6+) and thus the higher polarity
compared to the MIL series is plausible, as the latter contain
M3+ cations in an octahedral MO6 coordination with trans-
hydroxy anions bridging them into chain-like structural units.
For the smaller Ga3+ compared to larger In3+ cation, a higher
ionicity and thus a higher polarity is not surprising. However,
the low polarity of MIL-53(Al) is unexpected. An influence of the
MOF topology (shielded metal centers) or the sizes of the MOF
pores (cp. the work by the Shustova group)19,20 on their polarity
cannot be excluded. MFM-300 also consists of Ga3+ cations in
an octahedral GaO6 coordination. In contrast to the MOFs of
the MIL family, hydroxy groups in cis positions connect the
octahedra to zig-zag chains. This and the highly charged bptc
linker with four carboxylate groups are assumed to be the
reasons for the higher polarity of this MOF. Furthermore, the
pore size of this MOF is significantly smaller (see Table 1) than
those of the aforementioned MOFs. This could lead to geome-
trical stress on the embedded Phth (tilting and twisting of the
inserted dye) and therefore also to a shift in the emission
spectrum. The highest polarity in the series above is found
for UiO-66, which is also built from terephthalate linkers, but
contains a metal core with the highest charge of all compounds
in this investigation, namely [Zr6O4(OH)4]12+. Analogous to
MFM-300, UiO-66 also exhibits a small pore, which further
contributes to the shift in the emission spectrum as a result of
geometrical stress (vide supra).

It is surprising that fluoro-substituents of the bptc linker in
UoC-2(Ga,1F) and UoC-2(Ga,2F) have only a negligible impact
on their polarity, although it was shown that such fluorination

of linkers has a significant influence on their gas sorption
properties.49,50 However, a close inspection of the crystal struc-
tures of both UoC-2 derivatives shows35 that the fluorine atoms
do not protrude into the pore interior, as they lie in the plane of
the aromatic rings and are thus part of the channel ‘‘walls’’.35

Furthermore, ab initio DFT calculations show that the influence
of a monofluorination of a benzene ring on its electric (dipole/
quadrupole) moments is relatively small and only increases
significantly with a higher degree of fluorination.51 Therefore,
it is plausible that the polarity of the MFM-300 type structures
is not significantly affected by the introduction of fluoro-
substituents. The high polarity of ZIF-8 may sound surprising,
but the high density of ZnN4 secondary building units (= SBUs)
in this zeolitic MOF explains the high measured red-shift (lem =
516 nm) rather straightforward.

To illustrate the correlation between the polarity of the
investigated porous hosts and different solvents, the emission
maxima of dissolved Phth were plotted as a function of the
elution power e0 of the respective solvent on alumina according
to Snyder30 (see Fig. 3). These values (blue dots) were linearly
fitted (blue broken line) and the results of 1 to 10 (Table 1) were
added in a way that the measured lem was placed on this blue
broken line (red squares).

Within this polarity classification scheme referring to the
elution power e0 on alumina, MIL-53(Al) is positioned between
toluene and acetone, while MIL-68(In) and MIL-68(Ga) show a
polarity similar to chloroform. The polarity of MOF-5, zeolite Y,
MFM-300(Ga2), UoC-2(Ga,1F) and UoC-2(Ga,2F) is located
between chloroform and ethanol, while the one of UiO-66 is
closer to ethanol. The highest red-shift was found for Phth in
ZIF-8 with lem = 516 nm, which is according to Fig. 3 beyond
the polarity of methanol.

Basically, there is no exact definition of the term ‘‘polarity’’,
as many different variables contribute to this term, which are
referred to as specific and non-specific solute/solvent
interactions.17 This includes not only the relative permittivities,

Fig. 3 Plot of the emission maxima of Phth dissolved in different solvents
(blue dots) versus the elution power e0 on alumina taken from Snyder30

connected by a linear fit (blue dotted line), classifying the polarity of the
respective MOFs and porous materials (red squares).

Table 2 Emission maxima of Phth embedded in different porous host
materials, Phth@PM

Host matrix lem(Phth) in nm

MIL-53(Al) (4) 435.5
MIL-68(In) (2) 444
MIL-68(Ga) (3) 449.5
zeolite Y (10) 467.5
MOF-5 (1) 468.5
UoC-2(Ga,2F) (7) 468.5
MFM-300(Ga2) (5) 469.5
UoC-2(Ga,1F) (6) 469.5
UiO-66 (8) 474.5
ZIF-8 (9) 516
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but also e.g., the dipole moment and molar volume of the
respective solvent. Polarity could potentially encompass (a) the
permanent dipole moment of a compound, (b) its relative
permittivity, or (c) the collective molecular attributes contribut-
ing to the interaction forces between solvent and solute
molecules.17 These considerations are also reflected in the
distribution of emission maxima of phthalimide in various
solvents as shown in Fig. 3. According to Snyder,30 only the
relative permittivities are considered here, while the potential
formation of hydrogen bonds is neglected. Utilization of the
ET(30) scale according to Reichardt52,53 would result in the
same polarity ranking. When applying this to a porous host
matrix, the nature of both the linker and the metal node
naturally plays a significant role. Additionally, the pore size
must be considered, as it can exert geometric stress on (fluoro-)
solvatochromic molecules under given conditions, thus also
contributing to the modulation of their optical properties.
Thus, it is not solely the permittivity stemming from the nature
of the MOF linkers and the formation of hydrogen bonds,
which can be considered as analogous to solute/solvent inter-
actions. As an additional point, also the structure of the cavity
contributes to the host/guest interactions. This structural
aspect is a MOF specific feature. In the case of UiO-66 and
ZIF-8, due to the small pore diameter (see Table 1), it is
therefore assumed that geometric stress is induced on the
embedded phthalimide, leading to a distortion of the molecule
and thus modulation of the emission properties. Thus, it
becomes evident that further investigations, taking these struc-
tural aspects and interaction sites within the MOF into account,
are necessary to convert the qualitative polarity scale, which has
now been formulated based on the results with spiropyrans,10

spirooxazines,8 and phthalimide (this study), into a more
quantitative one. A mandatory step towards this quantitative
polarity scale can be accomplished via MD simulations of
MOF–guest interaction strength as well as preferred binding
sites (this work within the following section) and via structural
analysis (solid-state NMR and total X-ray scattering) to under-
stand the occurring deviations from the established polarity
scales (cp. acetone vs. chloroform for the ‘‘better’’ understood
solvent-dependent polarity, Table S1, ESI†).

Optical properties as a function of guest loading

In the previous chapter, we have shown that there is a distinct
influence of the surrounding host matrix (i.e. voids of the
porous host) on the optical properties of the encapsulated
fluorosolvatochromic Phth dye, which we interpret in compar-
ison to the respective behavior in solvents as a changing
polarity of the MOF/zeolite pores. Our assumption is supported
by very similar findings on spiropyrans and spirooxazines
embedded in MOF hosts.8,10 However, one might argue that a
solvent provides an isotropic environment, which is certainly
not correct for e.g., MOFs consisting of cationic metal cores
and, in most cases, anionic aromatic carboxylate linkers. On
the other hand, at room temperature a high mobility of the
guest molecules within the voids of the porous hosts can be
assumed,47 which would ‘‘simulate’’ an isotropic surrounding.
Furthermore, up to now we have only considered host–guest
interactions, which should be correct for low guest loadings.
However, for higher loadings guest–guest interactions also
need to be taken into account. Therefore, we have explored
the influence of guest loading on the optical properties of the
encapsulated Phth dye as well. It is postulated that increased
loading leads to the occupation of various adsorption sites,
thereby prompting a change in optical behavior. Note: in
solvents, typically a diluted solution is investigated. Accord-
ingly, within this work three different amounts of Phth load-
ings within two different MOF hosts were studied with regard to
their optical properties. For this, one MOF with a high cubic
symmetry (MOF-5) and one with a lower orthorhombic symme-
try (MIL-68(Ga)) were selected. For each, three dilutions were
synthesized with a starting molar ratio nPhth : nMOF of (a)
0.125 : 1, (b) 0.25 : 1, and (c) 0.5 : 1, respectively. The incorpora-
tion of Phth with increasing amounts was successfully con-
firmed by means of PXRD measurements. In Fig. 4, the
diffraction patterns for the serial dilution of Phth in MOF-5
are presented with the starting nPhth amount as index. The ratio
of the intensities of the first two (strongest) reflections (Fig. 4,
right) changes according to the expected loading indicating the
successful incorporation of the Phth dye molecules. Further-
more, no additional peaks are present thus confirming the
complete absence of free crystalline Phth.

Fig. 4 Left: PXRD patterns of the serial dilution of Phth in MOF-5; right: detailed view of the two low angle reflections of Phthx@MOF-5 (Huber G670: l =
1.54056 Å; 298 K).
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Analogous to the findings of Phthx@MOF-5, different load-
ing degrees also result in intensity alterations for Phthx@MIL-
68(Ga) (Fig. 5). Again, the absence of additional reflections in
the PXRD patterns is indicative that the sample does not
contain free crystalline Phth.

To determine the amount of encapsulated Phth guest mole-
cules quantitatively, XPS measurements were performed. The
results are summarized in Table 3. Detailed information on the
calculation processes of the guest-to-host ratios from XPS data
is given in Tables S6 and S7 (ESI†). Notably, all nitrogen signals
were very broad, pointing to a successful incorporation and a
high mobility of the Phth dye inside the MOF voids (see Fig. S23
and S24, ESI†).

The results of the XPS measurements are in good agreement
with the nominal composition of Phthx@MOF-5. For
Phthx@MIL-68(Ga), significant discrepancies are found for
x = 0.1 and x = 0.5. For Phth0.1@MIL-68(Ga), the low signal-
to-noise ratio (cp. Fig. S24, top right; ESI†) might be responsible
for the discrepancy in the calculated amount of Phth. For the
highest loading (x = 0.5), it was found in previous experiments
(Table S5, ESI†) that only a maximum loading of approx. 0.4 can
be reached. The excess of Phth sublimed during the loading
process.

To investigate possible influences of the degree of filling on
the emission bands of the embedded Phth, fluorescence spec-
tra of all six compounds Phthx@MOF were recorded (Fig. 6).

For Phthx@MIL-68(Ga), no significant trend of lem in depen-
dence of the pore filling is observed (Fig. 6, right and Table 2). A
shift from 448.5 nm (xnominal = 0.1) to 450 nm (xnominal = 0.5) is
in the range of the resolution of the spectrometer. Obviously,
orientation and position of the Phth guest molecule inside the
channels of MIL-68(Ga) do not influence its spectroscopic
properties. They are also not influenced by guest–guest inter-
actions, which are to be assumed at higher pore fillings. A
different situation is observed, when Phth is embedded in
MOF-5. With an increasing amount of embedded Phth, lem

is blue-shifted from 484.5 nm (xnominal = 0.1) to 471.5 nm
(xnominal = 0.5) (see Fig. 6, left and Table 2). This could be due
to varying orientations of the Phth guest within the cubic pores
of MOF-5 depending upon the loading. Therefore, in the

following, the positions of one, two and three Phth molecules
per MOF pore (of MOF-5 and MIL-68(Ga)) were studied via
molecular dynamics (MD) simulations.

MD simulations

Based on the simulation data, the associated instantaneous
interaction energy UInt can be determined as

UInt = Uguest@MOF � hUMOFi � nhUguesti

with Uguest@MOF being the instantaneous total energy (i.e.
kinetic plus potential energy) obtained from the MD simulation
of the combined guest@host system, UMOF and Uguest are the
corresponding total energies obtained from separate MD simu-
lations of the isolated guest and MOF systems under the same
conditions. The angular brackets h� � �i denote the respective
ensemble average and n corresponds to the total number of
guest molecules. Fig. 7 depicts the time evolution of the
interaction energy UInt for Phth embedded in MOF-5 and
MIL-68(Ga), thereby considering three different degrees of
loading.

The time series reflects the instantaneous changes in the
configuration of the host material, including variations in the
cell parameters in the MOF-5 case. These oscillations that are
replicated in all neighboring cells due to the periodic setup of
the DFTB calculations, are responsible for the very large oscilla-
tions in UInt. However, as seen from the associated running
averages also shown in Fig. 7, these oscillations in the energy
are short-lived and cancel over the course of the simulation.
When comparing the average values determined for the second
half of the simulation, it is evident that the host–guest inter-
action is significantly stronger in (Phth)1@MIL-68(Ga), showing
an interaction energy of �152.4 kJ mol�1, in contrast to the
�63.3 kJ mol�1 observed in the (Phth)1@MOF-5 case (note:
(Phth)x denotes the number of Phth molecules inside one MOF
pore). These findings are reinforced by an additional simula-
tion executed at the same simulation setting, in which a Phth
dimer in its parallel stacked configuration was placed inside of
the two host-systems. Within less than 50 ps, the stacked dimer
configurations showed a separation in favor of the energetically
much more favorable guest–host stacking in which both guest

Fig. 5 Left: PXRD patterns of the serial dilution of Phth in MIL-68(Ga); right: detailed view of the low angle region of the PXRD patterns of Phthx@MIL-
68(Ga) (Huber G670: l = 1.54056 Å; 298 K).
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molecules interact directly with the host structure. Neverthe-
less, when comparing the associated interaction energies of the
(Phth)2@MOF systems, it is evident that overall interaction

energies are more than twice the value obtained for the
respective monomers. Thus, although the guest molecules
prefer to bind directly to the host structure, a notable

Fig. 6 Emission spectra of Phthx@MOF-5 (left) and Phthx@MIL-68(Ga) (right) with lex = 347 nm.

Fig. 7 Time evolution of the interaction energy (black) and the associated running average over 2500 data points (blue) obtained for one (top), two
(middle) and three guest molecules (bottom) for MOF-5 (left) and MIL-68(Ga) (right) determined via SCC DFTB MD simulations. The associated averages
(yellow) have been determined using only the last 0.25 ns of the trajectory.

Table 3 Nominal compositions of Phthx@MOF-5 and Phthx@MIL-68(Ga) compared to the composition obtained by XPS measurements; results of
emission spectra (Fig. 6) are added in the last column

Phthx@MOF-5 Nominal composition Composition as obtained via XPSa lem(Phth) in nm

Phth: Zn4O(bdc)3 0.1 : 1 0.1 : 1 484.5
Phth: Zn4O(bdc)3 0.25 : 1 0.2 : 1 473.5
Phth: Zn4O(bdc)3 0.5 : 1 0.4 : 1 471.5
Phth@MOF-5 (1) 2.4 : 1 (see Table 1 and Table S5, ESI) 468.5

Phthx@MIL-68(Ga)
Phth: Ga(OH)(bdc) 0.1 : 1 0.2 : 1 448.5
Phth: Ga(OH)(bdc) 0.25 : 1 0.3 : 1 448.5
Phth: Ga(OH)(bdc) 0.5 : 1 0.3 : 1 450
Phth@MIL-68(Ga) (3) 0.4 : 1 (see Table 1 and Table S5, ESI) 449.5

a Due to the modest precision of the analysis from XPS data, the values for the composition are generally given with only one decimal. Including
the second decimal for Phth: Ga(OH)(bdc), the ratios 0.18 : 1, 0.26 : 1, 0.31 : 1, and 0.37 : 1 are calculated representing the expected trend from the
nominal composition.
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contribution arising from the respective guest–guest inter-
action is included in UInt. This aspect is even more dominant
when considering a loading with three guest molecules per
MOF pore.

These estimates for the interaction energy suggest that guest
molecules are more strongly bound in MIL-68(Ga) compared to
MOF-5, where a higher degree of mobility is expected. As in
previous studies,54,55 the nearest-neighbor host–guest contacts
were monitored using the centroids of the aromatic rings in
the bdc linkers and the six-membered rings of the guest
molecules. Fig. 8 shows the time evolution of the centroid–
centroid distances for (Phth)2@MOF-5 (for (Phth)1@MOF-5 and
(Phth)3@MOF-5 see Fig. S35–S36 (ESI†), ESI†). The guest
molecule exhibits a high degree of mobility, resulting in several
structural reorientations in the nearest-neighbor contacts over
the course of the simulation. Fig. 8 also provides snapshots of
several key configurations labeled as S1, S2 and S3. The
distance plots suggest that the lifetime of these configurations
can vary greatly. In all configurations observed during the
simulations, the aromatic rings of the guest molecules form a
parallel stacked configuration with the aromatic parts of indi-
vidual bdc linkers. Furthermore, the Phth molecules tend to
align themselves close to each other within the MOF-5 pore,
which can be seen in Fig. 8 and Fig. S35 and S36 (ESI†).

When following the centroid–centroid distances described
above in the (Phth)2@MIL-68(Ga) system over the course of the
simulation (cf. Fig. 9; for (Phth)1@MIL-68(Ga) and(Phth)3@
MIL-68(Ga), see Fig. S37 and S38, ESI†), it is evident that the
guest molecule moves along the inner circumference of the
large pore channel as illustrated in snapshots S1, S2 and S3,
respectively. Although this mobility may seem contradictory to
the higher interaction energies, it is important to consider the
less confined structural nature of MIL-68(Ga) compared to

MOF-5. While MOF-5 can be viewed as a nearly closed cube,
MIL-68 systems display a more channel-like structure, with
neighboring bdc linker units in a regular, parallel arrangement.
However, movements perpendicular to this open axis, as shown
in snapshot S4, are generally less frequent than in MOF-5 as
already observed in a similar MD study of thioindigo embedded
in MOF-5 and MIL-68(Ga).47 This can be explained by the tilting
of the bdc linkers, leading to the characteristic structure of
MOF-5 being composed of alternating large and small pores.
This in turn can be expected to lead to a different pattern in the
migration of the guest throughout the host material.

Both the higher mobility of Phth inside MOF-5 as well as the
fact that the guest molecules arrange themselves next to each
other (see Fig. 8 and Fig. S35, S36, ESI†) can explain the
increasing blue-shift of the emission upon a higher degree of
loading (see Fig. 6). While the guest molecules strongly bind to
MIL-68(Ga) and only move along the channels within this MOF
host, the Phth molecules are more closely oriented towards
each other as a result of the cubic MOF-5 pore and therefore
influencing each other. A detailed insight into the local struc-
tures via solid-state NMR and total X-ray scattering coupled to
PDF (= pair distribution function) analysis should be pursued
in the future to resolve the interaction patterns structurally and
correlate them with the occurring optical properties.

Conclusion

In the course of the present work, the polarity of ten different
host matrices was qualitatively examined via the incorporation
of the fluorosolvatochromic dye Phth (= 2-butyl-5,6-
dimethoxyisoindoline-1,3-dione), confirming the ranking pre-
viously established through the embedment of the two

Fig. 8 Time evolution of the nearest-neighbor distances between Phth guests and bdc linkers of the Phth2@MOF-5 host system analyzed based on the
centroids of the aromatic units. The latter were determined as an average over the respective carbon atoms. Snapshots displaying the key configurations
encountered along the DFTB MD simulations are marked as S1 to S3. The colors of the nearest-neighbor distances (left) reflect the distances between the
inserted Phth to the similarly colored phenyl-ring of the bdc linkers (right).
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solvatochromic and photochromic dyes, spiropyran10 and
spirooxazine.8 Nine MOFs, differing in their nodes, organic
linkers, and pore structures, were selected, along with a purely
inorganic material, namely zeolite Y. The observed emission
characteristics of Phth within these porous hosts were related
to the nature of the metal cations, organic linkers and pore
sizes. In contrast to solvents, it is postulated for MOFs that a
polarity ranking must be defined not only by their permittiv-
ities but also by the given structure. Furthermore, the impact of
varying guest concentrations within two distinct MOFs on their
emission properties was examined. It was observed that in the
case of the channel-like structured MIL-68(Ga), no alterations
were detected, while for MOF-5 with a cubic pore structure, a
blue shift with increasing guest loading was evident. These
results were further corroborated by molecular dynamics simu-
lations executed at DFTB level of theory. Based on a detailed
analysis of the interaction energies as function of loading as
well as the associated guest mobility, a detailed picture of host–
guest interactions was provided. The simulation data have
shown that strong p–p interactions between the bdc linker

and the aromatic moiety of the Phth guest are preferred,
even when explicitly considering guest–guest stacking in the
initial configuration of the MD simulation. Furthermore, a
high degree of mobility of the guest molecules on the sub-
nanosecond scale has been observed. In case of MOF-5,
the guest molecules have been found to avoid interactions
with the inorganic ZnO4

6+-clusters, while preferring parallel
stacking with different bdc linkers. To migrate from one linker
to the next, comparably large distances have to be overcome.
Due to the denser arrangement of bdc linkers along the pore
channels in MIL-68(Ga), a much stronger host–guest inter-
action has been observed. However, similar as in the case of
MOF-5, the MD simulations have shown that the Phth guests
prefer to form parallel p–p stacking interactions with the bdc
linkers, thereby migrating along the inner circumference of the
large pore. The different behaviour of the Phth molecules
embedded in two host materials MOF-5 and MIL68(Ga)
observed from the MD simulations are a direct consequence
of the differences in the host–guest interactions at the
molecular level.

Fig. 9 Time evolution of the nearest-neighbor distances between Phth guests and bdc linkers of the Phth2@MIL-68(Ga) host system analyzed based on
the centroids of the aromatic units. The latter were determined as an average over the respective carbon atoms. Snapshots displaying the key
configurations encountered along the DFTB MD simulations are marked as S1 to S4. The colors of the nearest-neighbor distances (top) reflect the
distances between the inserted Phth to the similarly colored phenyl-ring of the bdc linkers (bottom).
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Conclusively, the determination of polarity on inner surfaces
of porous materials is crucial for understanding their chemistry
and physics. Incorporating polarity-sensitive dyes is an effective
method for such investigations, though some questions remain
unanswered. To gain deeper insights, detailed structural inves-
tigations are necessary to locate Phth guests within the pores of
different hosts and visualize their interactions. However, such
investigations are complex due to potential disorder of guest
molecules, with only a few examples reported to date.15,16 A
potential solution to resolve this disorder issue is to combine
total X-ray scattering analysis/PDF with solid-state NMR
spectroscopy, as demonstrated in the structure determination
of a SNP-silica nanocomposite.56 These findings will signifi-
cantly impact further research on inner surface properties of
porous compounds, spanning metal–organic frameworks, zeo-
lites, and purely organic materials e.g., COFs.57

Experimental
Syntheses of the host materials

The host materials MOF-5, MIL-68(In), MIL-68(Ga), MIL-53(Al),
MFM-300(Ga2), UoC-2(Ga,1F), UoC-2(Ga,2F), UiO-66 and ZIF-8
were synthesized according to the literature known procedures.
Commercially available N,N0-dimethylformamide, DMF (Acros
Organics), Ga(NO3)3�xH2O (ABCR), In(NO3)3�5H2O (ABCR),
Al(NO3)3�9H2O (ABCR), Zn(NO3)3�6H2O (Sigma Aldrich), ZrCl4

(Sigma Aldrich), triethylamine, Zn(OAc)2�2H2O, chloroform
(Alfa Aesar), terephthalic acid (Alfa Aesar), tetrahydrofuran
(Acros Organics), 2-methylimidazole (Sigma Aldrich), 4,5-
dimethoxy-phthalic acid anhydride (ABCR), n-butylamine
(ABCR), NaOAc (ABCR) and AcOH (ABCR) were used without
further purification. Zeolite Y was used as purchased (Alfa
Aesar).

MOF-5(Zn4O(bdc)3)(bdc = benzenedicarboxylate). MOF-5
was synthesized following the protocol given in the
literature.58 1.266 g terephthalic acid (7.62 mmol) and triethy-
lamine (2.13 ml) were dissolved in 100 ml of DMF. 4.25 g
Zn(OAc)2�2H2O (19.35 mmol) was dissolved in 125 ml DMF.
While stirring, the zinc salt solution was added dropwise to the
organic solution over 15 min. The mixture was stirred for 2.5 h.
The precipitate was filtered off and immersed in 62.5 ml DMF
overnight. It was then filtered off again and immersed in 87.5
ml CHCl3. The solvent was exchanged 3 times over 7 days.
Finally, the precipitate was decanted. To remove the solvent
completely, the resulting powder was heated at 100 1C for 12 h
under reduced pressure and stored under an argon atmosphere
in the glovebox to prevent absorption of humidity and decom-
position by contact with moisture.

MIL-68(Ga) (GaOH(bdc)�0.9DMF�zH2O) and MIL-68(In)
(InOH(bdc)�1.0DMF�zH2O). MIL-68(Ga) and MIL-68(In) were
synthesized by following mainly the protocol given in the
literature.32

For MIL-68(In), 408.20 mg In(NO3)3�5H2O (1.04 mmol) and
200.00 mg terephthalic acid (1.20 mmol) were mixed with
5.0 ml DMF in a 23 ml Teflon lined autoclave. The mixture

was heated to 100 1C with a rate of 20 1C h�1, kept at this
temperature for 48 h, and afterwards cooled down to room
temperature with a rate of 5 1C h�1. The resulting colourless
powder was washed several times with DMF and dried in air. To
remove the embedded DMF molecules, the powder was heated
in air at 200 1C for 12 h, then at 100 1C for 1 h under reduced
pressure and was stored afterwards under an argon atmosphere
in the glovebox to prevent absorption of humidity.

For MIL-68(Ga), 207.40 mg Ga(NO3)3�xH2O (0.81 mmol) and
100.00 mg terephthalic acid (0.60 mmol) were mixed with
5.0 ml DMF in a 23 ml Teflon lined autoclave. The mixture
was heated to 100 1C with a rate of 20 1C h�1, kept at this
temperature for 48 h, and afterwards cooled down to room
temperature with a rate of 5 1C h�1. The resulting colourless
powder was washed several times with DMF and dried in air. To
remove the embedded DMF molecules, the residue was heated
in air at 200 1C for 12 h, then at 100 1C for 1 h under reduced
pressure and was stored under an argon atmosphere in the
glovebox to prevent absorption of humidity.

MIL-53(Al) (AlOH(bdc)). MIL-53(Al) was synthesized accord-
ing to the protocol known in the literature33 with variations in
the amount of the starting materials and the applied tempera-
ture programs. 1.95 g Al(NO3)3�9 H2O (5.20 mmol) and
432.00 mg of terephthalic acid (2.60 mmol) were mixed with
5.0 ml of deionized water in a 23 ml Teflon lined autoclave. The
mixture was heated to 180 1C at 10 1C h�1, kept at this
temperature for 72 h, and afterwards cooled to room tempera-
ture at 5 1C h�1. The resulting colourless powder was washed
with deionized water several times and dried in air. To remove
the embedded terephthalic acid molecules, the residue was
heated in air at 350 1C for 7 days followed by 3 days of heating
at 400 1C. Finally, the resulting powder was heated at 100 1C for
1 h under reduced pressure and stored under an argon atmo-
sphere in the glovebox to prevent absorption of humidity.

MFM-300(Ga2) (Ga2(OH)2(bptc) (bptc = biphenyltetracarbox-
ylate)). The synthesis of MFM-300(Ga2) was conducted follow-
ing the literature known procedure.34 Biphenyl-3,3 0,5,50

tetracarboxylic acid (H4-bptc, 21.8 mg, 0.067 mmol) and
Ga(NO3)3�xH2O (calculated for the monohydrate: 38.0 mg,
0.148 mmol) were dissolved in a mixture of DMF, THF and
water (2 : 5 : 1, v : v : v, 8 ml) and two drops of hydrochloric acid
(37%) were added. The solution was heated for 72 hours at
80 1C in a Teflon lined 20-ml Parr pressure vessel. The obtained
colourless powder was washed with DMF several times and
dried for 1 h at 100 1C under reduced pressure. Afterwards, the
product was kept under argon atmosphere to prevent absorp-
tion of humidity.

UoC-2(Ga,1F) (Ga2(OH)2(1F-bptc)). The synthesis of UoC-
2(Ga,1F) was conducted as described in the literature.35 4-
Fluoro-biphenyl-3,30,5,50 tetracarboxylic acid (H4-4-1F-bptc,
20.0 mg, 0.06 mmol) and Ga(NO3)3�xH2O (calculated for the
monohydrate: 100.5 mg, 0.36 mmol) were dissolved in a mix-
ture of 8 ml DMF/THF/H2O (2 : 5 : 1, v : v : v, 8 ml) and 15 drops
of hydrochloric acid (37%) were added. The solution was
heated for 72 hours at 80 1C in a Teflon lined 20-ml Parr
pressure vessel. The obtained colourless powder was washed
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with DMF several times and dried for 1 h at 100 1C under
reduced pressure. Afterwards, the product was kept under
argon atmosphere to prevent absorption of humidity.

UoC-2(Ga,2F) (Ga2(OH)2(2F-bptc)). UoC-2(Ga,2F) was synthe-
sized according to the literature.35 42.6 mg (0.11 mmol) 4,40-
fluoro-biphenyl-3,3 0,5,50 tetracarboxylic acid (H4-4,40-2F-bptc)
and 63.9 mg (calculated for the monohydrate, 0.23 mmol, 2.0 eq.)
Ga(NO3)3�xH2O were dissolved in DMF/H2O (2 : 1, v : v, 8 ml) and
two drops of conc. hydrochloric acid (37%) were added. The
solution was heated for 72 hours at 80 1C in a Teflon lined 20-ml
Parr pressure vessel. The obtained colourless powder was washed
with DMF several times and dried for 1 h at 100 1C under reduced
pressure. Afterwards, the product was kept under argon atmo-
sphere to prevent absorption of humidity.

UiO-66 (Zr6O4(OH)4(bdc)6). UiO-66 was synthesized accord-
ing to the procedure described in the literature.36 ZrCl4 (0.212 g,
0.908 mmol) and terephthalic acid (0.136 g, 0.908 mmol) were
dissolved in 120 ml DMF. The mixture was sealed and placed in a
pressure stable glass vessel and heated to 120 1C for 24 h.
Subsequently, the mixture was cooled down to RT under static
conditions. The resulting colorless powder was filtered, repeatedly
washed with DMF, dried at 100 1C for 1 h under reduced pressure.
The product was stored under an argon atmosphere in the glove-
box to prevent absorption of humidity.

ZIF-8 (ZnC6H6N4). ZIF-8 was synthesized following the pro-
tocol given in the literature.59 A solution of Zn(NO3)2�6H2O
(1.174 g, 3.95 mmol) in 8 ml deionized water was added
dropwise to a solution of 2-methylimidazole (22.714 g,
276.66 mmol) in 80 ml deionized water in a round flask. The
mixture was stirred for about an hour. After that, the precipitate
was centrifuged. The supernatant was decanted, and the solid
residue was dried in an oven at 100 1C overnight. Afterwards,
the product was dried for 1 h at 100 1C under a reduced
pressure and stored under an argon atmosphere to prevent
absorption of humidity.

Synthesis of the dye 2-butyl-5,6-dimethoxyisoindoline-1,3-dione

2-Butyl-5,6-dimethoxyisoindoline-1,3-dione was synthesized by
following the protocol given in the literature.28 300 mg
(1.44 mmol, 1.0 eq.) 4,5-dimethoxy-phthalic acid anhydride,
0.16 ml (1.58 mmol, 1.1 eq.) n-butylamine and 118 mg
(1.44 mmol, 1.0 eq.) NaOAc were heated to reflux for 4 h at
125 1C in 20 ml of AcOH. After cooling to RT, the organic
solution was poured into ice-cold water, the precipitate filtered
and washed with water. Afterwards, the residue was dried over
phosphorous pentoxide. The phase purity was confirmed via
liquid-state NMR measurements.

1H-NMR (300 MHz, CDCl3): d [ppm] = 7.29 (s, 2H, H3), 3.99
(s, 6H, H5), 3.64 (t, J = 7.3 Hz, 2H, H6), 1.69–1.59 (m, 2H, H7),
1.40–1.32 (m, 2H, H8), 0.94 (t, J = 7.3 Hz, 3H, H9); 13C-NMR
(75 MHz, CDCl3): d [ppm] = 168.6 (C1), 153.7 (C4), 125.5 (C2),
105.3 (C3), 56.6 (C5), 37.8 (C6), 30.8 (C7), 20.1 (C8), 13.7 (C9).

Preparation of Phth@PM systems

A mixture of the respective activated MOF and an excess of 2-butyl-
5,6-dimethoxyisoindoline-1,3-dione was ground thoroughly under

an argon atmosphere. The resulting homogeneous powder was
placed into a small glass vessel inside a Schlenk tube and heated to
120 1C to 130 1C and a reduced pressure of B5 � 10�2 mbar for
several hours. The excess of Phth, which cannot enter the pores
when the maximum loading capacity of the respective porous host
material is reached, resublimed at the top of the glass tube. To
prevent the absorption of water and decomposition upon contact
with air and moisture, all compounds were stored in a glovebox
under an argon atmosphere.

Phthx@MOF-5 (1). The synthesis was carried out as
described above with 60.00 mg (0.08 mmol) MOF-5 and
61.0 mg (0.24 mmol) Phth yielding a colorless powder. The
weighed in molar ratio of the guest to host is 3 : 1.

Phthx@MIL-68(In) (2). The synthesis was carried out as
described above with 60.00 mg (0.20 mmol) MIL-68(In) and
53.4 mg (0.20 mmol) Phth yielding a colorless powder. The
weighed in molar ratio of the guest to host is 1 : 1.

Phthx@MIL-68(Ga) (3). The synthesis was carried out as
described above with 60.00 mg (0.24 mmol) MIL-68(Ga) and
63 mg (0.24 mmol) Phth yielding a colorless powder. The
weighed in molar ratio of the guest to host is 1 : 1.

Phthx@MIL-53(Al) (4). The synthesis was carried out as
described above with 60.00 mg (0.28 mmol) MIL-53(Al) and
75.9 mg (0.28 mmol) Phth yielding a colorless powder. The
weighed in molar ratio of the guest to host is 1 : 1.

Phthx@MFM-300(Ga2) (5). The synthesis was carried out as
described above with 30.00 mg (0.06 mmol) MFM-300(Ga2) and
16.0 mg (0.06 mmol) Phth yielding a colorless powder. The
weighed in molar ratio of the guest to host is 1 : 1.

Phthx@UoC-2(Ga,1F) (6). The synthesis was carried out as
described above with 30.00 mg (0.057 mmol) UoC-2(Ga,1F) and
15 mg (0.057 mmol) Phth yielding a colorless powder. The
weighed in molar ratio of the guest to host is 1 : 1.

Phthx@UoC-2(Ga,2F) (7). The synthesis was carried out as
described above with 60.00 mg (0.11 mmol) UoC-2(Ga,2F) and
29.4 mg (0.11 mmol) Phth yielding a colorless powder. The
weighed in molar ratio of the guest to host is 1 : 1.

Phthx@UiO-66 (8). The synthesis was carried out as
described above with 30.00 mg (0.181 mmol) UiO-66 and
4.8 mg (0.181 mmol) Phth yielding a colorless powder. The
weighed in molar ratio of the guest to host is 1 : 1.

Phthx@ZIF-8 (9). The synthesis was carried out as described
above with 60.00 mg (0.30 mmol) ZIF-8 and 69.41 mg
(0.26 mmol) Phth yielding a colorless powder. The weighed in
molar ratio of the guest to host is 1 : 1.

Phthx@Zeolite Y (10). The synthesis was carried out as
described above with 60.00 mg (0.14 mmol) zeolite Y and
97.5 mg (0.14 mmol) Phth yielding a colorless powder. The
weighed in molar ratio of the guest to host is 1 : 1.

X-ray powder diffraction
Laboratory measurements

Generally, for each measurement, samples were prepared
under an argon atmosphere to prevent absorption of humidity
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and decomposition. For that purpose, the respective MOF or
hybrid system was thoroughly ground and filled about 2 cm
high into Lindemann glass capillaries (diameter of 0.7 mm).
The filled capillaries were sealed with the help of a glow wire
and closed airtight with pizine. Samples were adjusted on a
goniometer head in a way that the substance was in the beam
the whole time while rotating. Measurements were carried out
on three different devices:

(1) Measurements were performed on a Huber G670 powder
diffractometer (Guinier geometry, Ge (111) monochromator,
image plate detector) with Cu-Ka1 radiation. Data were collected
at 298 K between 4 and 80.701 in 2y with steps of 0.0051 and a
measurement time of 2 s per step.

(2) MIL-53(Al) ht was measured on a STOE Stadi P diffract-
ometer with Cu-Ka1 radiation (l = 1.5406 Å) utilizing a focusing
Ge(111) primary beam monochromator and a PSD detector.
Data were collected at 298 K between 41 and 80.701 in 2y with
steps of 0.011 and a measurement time of 5 s per step. Seven
such scans were added for one measurement.

(3) Measurements were performed on a STOE Stadi P
diffractometer (Stoe, Darmstadt, Germany) in transmission
geometry with Mo-Ka1-radiation (l = 0.7093 Å) utilizing a
focusing Ge(111) primary beam monochromator and a Mythen
2 DCS4 detector. Data were collected in the 2y range of 2.0–
40.41 with a step size of 0.0151.

High resolution synchrotron powder diffraction measurements

High resolution diffraction data were recorded at BL9 of the
Dortmunder Elektronen-Speicherring-Anlage (DELTA). Data were
collected at room temperature with a wavelength of 0.49594 Å using
a PILATUS100K detector between 2.81 and 251 in 2y with steps of
0.011 and 10 s integration time per data point.

X-ray photoelectron spectroscopy (XPS)

For XPS measurements, Phth@MOF powders were placed on an
adhesive copper foil. Measurements were performed on a
multichamber UHV system at a pressure of 5 � 10�10 mbar
using a Phoibos 100 hemispherical analyzer (Specs). As the
excitation source, a Mg Ka anode was used (hn = 1252.6 eV,
probing depth B10 nm). Due to charging effects during mea-
surements caused by the low conductivity of the powder
samples, the binding energy scale as measured by XPS was
shifted by a few electronvolts for the different samples. To
account for this, the binding energies were corrected such that
adventitious carbon is positioned at 284.8 eV. Integrated peak
areas of characteristic core level excitations were used to
calculate the embedded amount of Phth inside the MOF
matrices. For this, the peak areas of N, Zn, In, Ga, Al and Zr
were evaluated and corrected by their relative sensitivity factors
(RSF).60

Fluorescence spectroscopy

Solid-state fluorescence spectra of Phth@PM samples were
recorded on a PerkinElmer LS-50B Fluorescence spectrometer.
The samples were placed into the sample holder under Argon
atmosphere and kept there right before the measurement

started. Scans were done in the range of 350 nm to 700 nm
with an excitation wavelength of lex = 347 nm and 340 nm.

Liquid-state fluorescence spectra of the phthalimide were
recorded on a PerkinElmer LS-50B Fluorescence spectrometer.
A concentration of 10�5 mol l�1 was chosen based on the
sensitivity of the fluorescence spectrometer’s detector.

Liquid-state NMR spectroscopy
1H and 13C NMR spectra were recorded at room temperature on
Bruker instruments. Chemical shifts are given in ppm relative
to the signal of the deuterated solvent (13C NMR) or non-
deuterated traces of the solvent (1H NMR). Deuterated chloro-
form CDCl3 [d(1H) = 7.24 ppm; d(13C) = 77.0 ppm] from Deutero
GmbH was used as solvent. The description of the fine struc-
ture of the signals in the 1H NMR spectrum was given by the
abbreviations ‘‘s’’ (singlet), ‘‘d’’ (doublet), ‘‘dd’’ (double-
doublet), ‘‘t’’ (triplet), ‘‘q’’ (quadruplet), and ‘‘m’’ (multiplet).
The multiplicity of the carbon signals was determined by APT
(attached proton test) experiments. The coupling constants J
are given in Hertz (Hz).

SCC DFTB calculation setup

To obtain detailed insight into the host–guest interaction of
Phth embedded in MOF-5 and MIL-68(Ga), molecular dynamic
(MD) simulations in conjunction with the self-consistent
charge density functional tight binding (SCC DFTB) were con-
ducted. Previously, this level of theory has successfully been
applied to describe similar systems as those explored in this
study.47 In case of MOF-5, DFTB of third order (i.e. DFTB3) in
conjunction with the 3ob parameter set61–63 as implemented in
the DFTB+ package64 was applied. In case of the MIL-68(Ga)-
system, second order DFTB (DFTB2) utilizing the mio/hyb
parameter set65,66 was used, as it has already been applied in
previous studies of MIL68(Ga).44,45 In order to apply the latter
method for the description of Phth@MIL68(Ga), the mio/hyb
parameter set had to be extended to include the Ga-N interac-
tions as described in the following:

Parametrization of the DFTB2 Ga-N Interactions

The creation of the Slater–Koster tables for the heteronuclear Ga–N
interaction was carried out based on the workflow outlined by Van
den Bossche et al. using the program hotcent.67,68 The confinement
parameters for Ga and N were taken from the literature as given in
the mio set69,70 and its respective extensions.65,66

DFTB271 parameters consist of two separate sets of para-
meters, the electronic part describing the electronic interac-
tions of the atoms in the calculation, and the repulsive part, a
pairwise-additive interaction term fitted to relevant reference
geometries.70,72 The parametrization of the electronic part
usually involves the calculation of one-center parameters such
as orbital eigenvalues and associated Hubbard U values in
addition to the evaluation of suitable confinement potentials
for the orbitals and the electron density. However, as the mio
set69,70 and the respective extensions65,66 already include para-
meters for gallium and nitrogen, the one-center parameters as
well as the respective confinement potential data required for
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the creation of the Ga–N Slater–Koster table are readily avail-
able. The latter were created using the hotcent67,68 package
employing the Perdew–Burke–Enzerhofer functional.73

The repulsive interaction terms are comprised of a short-
range exponential function followed by several spline functions
(typically featuring intervals in the range of 0.01 to 0.05 bohr)
until a preset cutoff radius. The latter is usually set in the order
of two to three times of the respective covalent radii.72 The
interactions were fitted to data of potential energy scans of a
planar Ga(NH2)3 molecule, executed with Gaussian16 at B3LYP/
SDD+6-31G(d) level74–79 with the tango program package80

employing the DFTB+ program package using the previously
created Slater–Koster tables as input.

Molecular dynamics simulation protocol

The DFTB+ package was integrated with the in-house developed
MD simulation routines,81–84 specifically designed for solid state
systems, to perform the SCC DFTB MD simulations. To accommo-
date holonomic bond constraints for bonds involving hydrogen
atoms, the SHAKE/RATTLE algorithm85,86 was employed, enabling
an increased MD time step of 2.0 fs in the time integration. The
latter was realized using the velocity Verlet propagator.85

To achieve constant temperature conditions at 298.15 K
within the individual simulations, the Bussi–Donadio–Parri-
nello thermostat algorithm87 was applied, while constant pres-
sure conditions at 1.013 bar were realized using the Berendsen
manostat algorithm.88 The respective relaxation times were set
to 0.1 and 5 ps in case of MOF-5. Contrary to the case of MOF-5,
the simulations of the MIL-68(Ga) have to be carried out in a
canonical ensemble (NVT) as discussed in previous works.44,47

It was shown that MIL-68(Ga) undergoes a phase transition
under constant pressure conditions resulting in a collapse of
the nanoporous structure. Nevertheless, the properties
obtained under NVT conditions still provide adequate struc-
tural characteristics.44,47 For this reason, only the Bussi-
Donadio-Parrinello thermostat algorithm with a corresponding
relaxation time of 0.1 ps was applied in this case.

Snapshots of key configurations within the simulations were
generated using the VMD (visual molecular dynamics)
package.29 The initial configurations for all simulations were
generated from equilibrated systems of the pristine MOFs
taken from previous research.47 Next, the guests were randomly
placed into the large pores of the target MOF while maintaining
a sensible distance (i.e. 41.5 Å) between host and guest atoms.

In the case of MOF-5, each system underwent an equili-
bration phase of at least 5000 MD steps (0.01 ns) under NpT
conditions to achieve an adequate relaxation of the cell para-
meters, followed by a comprehensive sampling phase of
250 000 MD steps (0.5 ns). Since no adjustment of the unit cell
is feasible in the NVT simulation of MIL-68(Ga), an adjustment
of the cell parameters was not required.
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72 P. Koskinen and V. Mäkinen, Density-Functional Tight-
Binding for Beginners, Comput. Mater. Sci., 2009, 47(1),
237–253, DOI: 10.1016/j.commatsci.2009.07.013.

73 J. P. Perdew, K. Burke and M. Ernzerhof, Generalized
Gradient Approximation Made Simple, Phys. Rev. Lett.,
1996, 77(18), 3865, DOI: 10.1103/PhysRevLett.77.3865.

74 A. D. Becke, Density-Functional Thermochemistry. III. The
Role of Exact Exchange, J. Chem. Phys., 1993, 98(7),
5648–5652, DOI: 10.1063/1.464913.

75 R. Ditchfield, W. J. Hehre and J. A. Pople, Self-Consistent
Molecular–Orbital Methods. IX. An Extended Gaussian-Type
Basis for Molecular–Orbital Studies of Organic Molecules,
J. Chem. Phys., 1971, 54(2), 720–723, DOI: 10.1063/
1.1674902.

76 P. C. Hariharan and J. A. Pople, The Influence of Polariza-
tion Functions on Molecular Orbital Hydrogenation Ener-
gies, Theor. Chim. Acta, 1973, 28(3), 213–222, DOI: 10.1007/
BF00533485.

77 W. J. Hehre, K. Ditchfield and J. A. Pople, Self-Consistent
Molecular Orbital Methods. XII. Further Extensions of
Gaussian-Type Basis Sets for Use in Molecular Orbital
Studies of Organic Molecules, J. Chem. Phys., 1972, 56(5),
2257–2261, DOI: 10.1063/1.1677527.

78 V. A. Rassolov, M. A. Ratner, J. A. Pople, P. C. Redfern and
L. A. Curtiss, 6-31G* Basis Set for Third-Row Atoms,
J. Comput. Chem., 2001, 22(9), 976–984, DOI: 10.1002/
jcc.1058.
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