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Multifunctional monomers enable the synthesis of polymer networks by adapting the polymerization

methods used for conventional linear polymer synthesis. Both step and chain polymerization methods

can be combined with multifunctional monomers to generate networks with essentially infinite molecular

weight. Traditional networks are held together through covalent crosslinks that derive from the multifunc-
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Introduction

Polymer networks are used in many applications, ranging from
high performance thermosets, elastomers, adhesives, and
hydrogels which can have biological uses. Crosslinks are the
key feature of polymer networks, which distinguishes them
from other types of polymeric structures."” These crosslinks
bind the polymer chains together creating a percolated, or
space occupying mesh.? This generates a polymer where in
principle the macroscopic scale material is a single molecule,
with an incredibly high molecular weight that approaches
infinity. In addition to generating a very high molecular weight
polymer, the crosslinks between polymer chains alter the
materials properties. Unlike conventional isolatable macro-
molecules, polymer networks are no longer soluble, but rather
only capable of swelling in a good solvent.* Networks also
resist flow and maintain structural stability, even above any
melting or glass transition temperatures. This makes polymer
networks appealing for high performance applications, but the
presence of crosslinks can make their synthesis substantially
more challenging, and additionally, many of the characteriz-
ation tools favored by chemists are no longer applicable.’

The first synthesis of polymer networks coincides with the
generally accepted first synthesis of Bakelite in 1909.%”
Bakelite is synthesized by the condensation of phenol with
formaldehyde, as shown in Scheme 1. Subsequently, various
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tional monomers. Additional approaches to network like materials involve polymer phase separation,
forming non-covalent crosslink-points. This contribution provides an overview of the approaches and
chemistries available for polymer network synthesis, and serves as a resource for researchers exploring
polymer networks or attempting alternative approaches to network development.

approaches have been developed for the synthesis of cross-
linked macromolecules. The common building blocks used to
synthesize polymer network are multifunctional monomers.
These multifunctional monomers act as branching points,
which eventually connect multiple polymer chains to form
crosslinked networks. Networks can be synthesized by both
chain and step polymerizations. In chain polymerization, also
called addition or chain growth polymerization, there is an
active end group, such as a radical, anion, cation or metal,
that adds monomer and transforms the previously active
monomer to an inert unit and converts the monomer to the
same type of active end group. In step polymerizations, also
called step growth polymerization, the monomers react with
each other without requiring a specific active end group, and
the generated oligomers typically react with one another to
create even higher molecular weight polymers. Note that
TUPAC terminology separates step polymerization into polycon-
densation or polyaddition, depending on whether there is a
small molecule released upon polymer coupling.®’

Although both chain and step polymerization processes
have been used to synthesize linear polymers, the addition of
multifunctional monomers, transitions from the synthesis of
linear chains towards branched and eventually crosslinked
polymers. In this series of 2 articles, an overview of the syn-
thesis and characterization of polymer networks is presented.
The synthetic approaches to polymer networks through
various methods and estimates of the transition from soluble
(sol) to gelled (gel) state are given by various syntheses.
Common chemistries used in network synthesis are high-
lighted. In the second contribution to this series, the methods
used to characterize networks are presented.” These two
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Scheme 1 Synthesis of Bakelite by condensation of phenol and formaldehyde.®

articles on polymer networks together are designed as a frame-
work for researchers to design their own polymer networks
and an overview on the methods available to evaluate their
properties. These two articles can serve as a first entry point
into polymer networks and complement many excellent
reviews in the field,"*'® which can serve as sources for
detailed characterization or synthesis beyond the focus of
these shorter contributions.

Overview of synthesis of polymer
networks

The synthesis of polymer networks has facilitated the design
and instigation of multifunctionality in polymeric materials,
making them highly appealing for a wide range of demanding
emerging applications including coatings, self-healing
materials, shape memory systems, optical indicators and
sensors.'!

A crosslinked polymer network possesses a minimum of
two pathways connecting most points within the polymers.
The extensive crosslinking fosters the development of three-
dimensional mesh-like structures, thereby introducing multi-
functionality into polymer chains (Scheme 2a). This transition
in topology entails a shift from linear chains to branched poly-
mers and ultimately leads to the formation of networks with
more intricate architectures such as single double and triple
networks.'? Further, network structures can be varied in per-
fection, resulting in perfect, almost perfect to imperfect net-
works (Scheme 2b).?

The synthesis of polymer networks involves either polymer-
ization with a multifunctional monomer or a pre-synthesized
polymer featuring crosslinkable units in the backbone or at
the chain ends. Crosslinks between these monomers or pre-
polymers can be established through various bond types,
including static covalent bonds, dynamic covalent bonds (di-
sulfide linkages, Diels-Alder, transamination, transesterifica-
tion, olefin metathesis), as well as physical interactions (hydro-
phobic interactions, van der Waals interaction, metal ligand
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coordination and coulombic interactions)."® These bond types
can be utilized individually or in combinations to enhance the
functionality of the polymer networks.'® The resulting pro-
perties of the networks, range from gels and elastomers to
thermosets and thermoplastic elastomers, depending on the
monomers and chemistries employed.?

Crosslinking can be facilitated through a diverse range of
techniques such as light irradiation, thermal conditions, pH,
addition of salts, electrochemistry, sonochemistry.">*>™'8
However, the network properties fundamentally rely on the
selection of appropriate chemistries and optimization of the
crosslinking conditions, and control over the crosslink density.

This overview primarily focuses on four distinct synthetic
routes for polymer network formation. The four routes dis-
cussed are: step polymerization of multifunctional monomers,
chain polymerization in the presence of a multifunctional
crosslinker, polymerization of functional monomers coupled
with crosslinking through step growth mechanisms, and self-
assembly processes exemplified by urethanes.

Step polymerization processes

In step polymerization, bifunctional or multifunctional mono-
mers with mutually reactive groups react with each monomer
in the absence of activating groups. Monomers first form
dimers, trimers, oligomers and eventually form high mole-
cular weight polymers.'>?*® At the initial stages of polymeriz-
ation, monomers are consumed rapidly with the initial low
degree of polymerization due to formation of short fragments.
These fragments grow continuously throughout coupling steps
increasing the degree of polymerization. Step polymerization
can occur through condensation with the elimination of small
molecules or addition by rearrangement and without the elim-
ination of small molecules.*! Polyesters, polyamides and poly-
ethers are some of common examples for polymers made by
condensation, while polyurethanes and epoxy resins are some
important polymers made by addition. Step polymerization is
capable of forming both linear polymers and polymer net-
works based on the functionality of the monomer/monomers.

This journal is © The Royal Society of Chemistry 2023
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Scheme 2 a) Schematic drawing of polymer structures, linear, branched and crosslinked. (b) Types of networks.

Linear step polymerization is extensively applied to synthesize
commercially important polymers such as poly(ethylene tere-
phthalate) and nylon.”>** In linear step polymerization, as
depicted in Scheme 3, difunctional monomers (such as AB or
A, + B,) undergo stepwise reactions, resulting in the formation
of difunctional dimers, trimers, tetramers, or oligomers with
reactive end groups at both ends. These entities then proceed
to grow into linear polymer chains."®

Crosslinked network polymers can be synthesized using
multifunctional monomers including A; + B,, A; + B3 or A, +
B, in step polymerization and as schematically drawn in

a) AB Dimer

oD+ =D+ OIDD

Trimer
DD + D « DDA >
Tetramer

OO=D + 4D «DD=IDADD >

b) A,+B,

R + > =G>

Scheme 3 Schematic of conventional step polymerization to yield
linear polymers using difunctional (a) AB and (b) A, + B, monomers.
Formation of difunctional dimers, trimers and tetramers are shown in (a)
Reactive functional groups are represented as A and B.

This journal is © The Royal Society of Chemistry 2023

Scheme 4.>* Polymer chains grow similar to that in linear
polymer formation. However, resulting oligomers can have the
same number or even more numbers of reactive end groups
than the original monomer, thus potentially accelerating the
growth of that macromolecule compared to linear step
polymerization. Each time a multifunctional monomer incor-
porates into the backbone and reacts with monomers a branch
point is formed. These branch points act as crosslinks and
ultimately result in a crosslinked polymer network as shown in
Scheme 4.

Further, as the reaction progresses the number average
molecular weight (x,) increases and can be approximated
under ideal conditions using Flory theory as shown below for
step polymerization.>*?%?®

fA-p+3)+2p

Xn =
f@—p+i-2py)+2p

(1)

where x,, is the number average molecular weight, p is the con-
version of functional groups, p, is the extent of reaction of the
A functional groups, r is the ratio between initial A and B func-
tional groups present and f is the average functionality of
monomers.

1

(aAGB)ge) = A=) (2)
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Scheme 4 Schematic of conventional step polymerization to yield polymer networks using multifunctional (a) As + B,, (b) Az + B3, and (c) A4 + B,

monomers.

where a, and ap are the conversion of A and B functional
groups respectively and f, and f, are the functionality of A and
B functional groups respectively.

As indicated in the equation above at a critical conversion,
x, approaches infinity and at this point gelation occurs and
forms the first network. This point is known as the gel point,
at this point a flowy liquid reaction mixture turns into a gel
resulting in an immobilized polymer network.'® The conver-
sion at the gel point can be determined by following the eqn
(2). Further, the formation of loops can be expected in practi-
cal situations removing reactive end groups and in that case
the conversion needed to reach gelation will be higher than
that predicted by the equation above.

Many commercially used polymers such as epoxy-amine
networks,”®® poly(urethane) networks,”® and formaldehyde
networks’ are synthesized using multifunctional step polymer-
ization. Structures and synthesis of those polymer networks
are illustrated in Scheme 5. Usually, difunctional monomers
are reacted with monomers with functionality greater than 2
and mostly either one of them are prepolymers with two/mul-
tiple functional groups. Epoxy-amine networks are synthesized
by first reacting epichlorohydrin and bisphenol A to prepare
prepolymers with epoxide end groups followed by reacting the
prepolymer with multifunctional amine monomers through
addition reaction between epoxide and amine.”®*” Diisocyanates
and multifunctional alcohols (polyols prepolymers) are utilized to
prepare poly(urethane) networks which are important as elasto-
mers and for their application in synthetic forms.”® Similar to
epoxy-amine and poly(urethane) network synthesis, usually
difunctional formaldehydes react with phenol, urea, or melamine
with functionality higher than 2 to result phenol-formaldehyde
networks, urea-formaldehyde networks, or melamine-form-
aldehyde networks respectively. Bakelite is a well-known thermo-
setting polymer which made from phenol and formaldehyde con-
densation.” In addition to these traditional polymer networks

4506 | Polym. Chem., 2023, 14, 4503-4514

made by step polymerization, various approaches such as thiol-
ene or thiol-yne polymerization are developed recently to prepare
network polymers by reacting multifunctional thiol monomers
with -ene or -yne monomers as shown in Scheme 5.*° Further, it
is noted that these new approaches are capable of forming a
highly crosslinked polymer network with a delayed gel point and
a homogeneous network through a radical mediated step growth
mechanism.*'

Chain polymerization processes

In chain polymerization, polymer growth occurs by sequential
addition of unsaturated monomers to a terminal active center.
Examples of chain polymerization processes include free
radical, cationic, anionic, and metathesis. The reactive end
group attacks the monomers resulting in a longer chain and a
newly created active center. This is shown in Scheme 6a for
free radical polymerization. When simple monofunctional
monomers are employed, linear chains are obtained. However
multifunctional monomers could lead to branched and even
hyperbranched polymers which can eventually result in net-
works. In principle, even a difunctional monomer is sufficient
for making polymer networks by chain polymerization.

Free radical polymerization (FRP) proceeds via consecutive
addition of monomers (almost exclusively vinyl monomers) to
an active free-radical center.** The reaction can be initiated by
thermal, chemical, or photoactive initiator molecules. FRP
begins at the initiation stage which involves two steps.
Initially, the initiator undergoes homolytic splitting into two
free radicals and in the second step, one of the free radicals
adds on to a monomer. Propagation is the next stage of FRP,
and it involves a sequentially rapid addition of monomers to
the active free-radical center of a polymer leading to growth of
the polymer chain. In the termination stage, growth of a

This journal is © The Royal Society of Chemistry 2023
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Scheme 6 Schematic diagrams of (a) chain polymerization (generic mechanism), (b) vinyl polymerization, and (c) ROMP.

polymer chain is terminated by destruction of the active center
either through a process called bimolecular reaction or dispro-
portionation (Scheme 6b).

Cationic polymerization of vinyl monomers occurs by the
creation of cationic active centers from the reaction of mono-
mers with electrophiles at the initiation stage.*> Propagation
proceeds predominantly via successive head-to-tail addition of

This journal is © The Royal Society of Chemistry 2023

vinyl monomers to a carbocation active center and forming a
new carbocation in the process. This process continues until
available monomers are consumed or until growing polymer
chains terminates, which is the final stage. Unlike FRP where
active centers bear no electronic charge, in cationic polymeriz-
ation, termination can occur by either unimolecular rearrange-
ment of ion pair or by chain transfer.

Polym. Chem., 2023, 14, 4503-4514 | 4507
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In anionic polymerization, initiation involves a nucleophilic
attack on a monomer by an electron rich or anionic (negatively
charged group) initiator resulting in the formation of a reactive
carbanion. Hence initiation can be achieved by addition of
either a negative (Nu:”) or neutral (Nu:) nucleophile to a
monomer and a good example for this process is the addition
of amide to styrene. Termination can be achieved by proton
abstraction. In the case of a growing styrene chain, termin-
ation occurs by chain transfer to solvent, wherein proton is
abstracted from ammonia leading to termination of chain
growth.*®

Olefin metathesis is catalyzed in the presence of a tran-
sition metal complex and Scheme 6¢ gives a generally repre-
sentation of the reaction.’” Ring-opening metathesis polymer-
ization (ROMP) however employs the use of metal carbenes in
the presence of homogeneous catalysts to prepare uniform and
stereoregular linear polymers and copolymer chains from
cyclic unsaturated alkenes such as cyclobutene, cyclopentene,
norbornene, etc.

Ring-opening polymerization (ROP) is another form of
chain polymerization that can be used to prepare polymers
that are not easily accessible by other methods.*® For this
process, terminal end group of the polymer chain acts as the
active center responsible for the addition of cyclic monomers
by ring-opening reactions. Relief of steric repulsion and bond-
angle strain are the main driving force for ring-opening in
cyclic monomers. ROP typically requires an initiator and pro-
ceeds various mechanisms including anionic, cationic, free-
radical, and metathesis polymerizations.

The functionality of a monomer indicates the number of
chain links that can be obtained and does not necessarily depend
on the number of functional groups present in the monomer.
Monofunctional monomers lead to materials that chain extend
and do not experience cross-linking or branching. Such materials
often have lower viscosity, flexibility of formula, and better
adhesion potential due to the linear structure of resulting
polymer chains. Adding multifunctional monomers, typically
difunctional, introduces branching points, which can expand to
crosslinks as the network continues to form. Branching and
crosslinking must occur by a sequence where first the difunc-
tional monomer incorporates into the growing chain, forming a
pendant group, followed by incorporation of the pendant group
into a second growing polymer chain (Scheme 7). Although poss-
ible, difunctional monomers can typically be combined with
monofunctional ones in these polymerizations depending on tar-
geted material property.

It is important to note that not all chain growth mecha-
nisms are equal since they produce polymers with varying
backbone uniformity. FRP gives networks with relatively low
uniformity, due to fast reaction rates, leading to pockets of
high crosslink density and pockets of long chains connecting
the densely crosslinked clusters. Reversible-deactivation
radical polymerization (RDRP) can be used to achieve better
control of chain growth leading to uniformity in chain length
of polymer backbone.*® In RDRP, the active site of the polymer
chain is retained upon deactivation; instead, it can resume

4508 | Polym. Chem., 2023, 14, 4503-4514
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Scheme 7 Schematic diagram illustrating the polymerization of difunc-
tional monomers combined with monofunctional, forming linear chains
and networks.

propagation, leading to increased chain length when reacting
with monomers. Typically, this process involves a simul-
taneous initiation of chain growth leading to a narrow molar
mass distribution of polymer chains in contrast to the broader
distributions observed in FRP. Examples of RDRP techniques
include reversible-addition-fragmentation  chain-transfer
radical polymerization (RAFT) and atom-transfer radical
polymerization (ATRP). Scheme 8a gives the distinction in
polymer synthesis using the aforementioned RDRP methods
in comparison to FRP. Up until now, several groups have pub-
lished detailed reviews presenting in-depth discussion of
RDRP methods, along with multiples examples from the
literature.**™**

Gelation or gel transition in non-linear polymers is a key
factor to consider under chain polymerization. This usually
occurs in branched or network polymer wherein continued
linking leads to an immobilized single macroscopic molecule
at a point now referred to as gel point.** At this point, the gel
loses fluidity and becomes highly viscous, resulting in a gel
network that swells in contrast to dissolving in solvent.**
Gelation can be predicted by several approaches which include
the Carothers theory of gelation and the Flory-Stockmayer (FS)
theory of gelation now adapted as the statistical approach.*® In
free radical polymerization involving a mixture mono vinyl
monomers (MVM) and divinyl monomers (DVMs), the critical
vinyl group conversion at the gel point (X;) can be estimated
using the eqn (3).%°

. 1
c — —
TpoX,

3)

In this equation, p, represents the initial molar fraction of
the vinyl groups contributed by the DVMs, X, denotes the
average chain length of the primary molecule and r signifies
the unequal reactivity of the vinyl groups between MVM and
DVM.

Through application of the FS theory, the theoretical gel point
of the RDRP systems can be calculated by using the eqn (4).*"*®

| [PC],
P, = Z[X}OD (4)

where, P, represents the conversion of the vinyl bonds at gel
point, [PC]; denotes the instantaneous concentration of the

This journal is © The Royal Society of Chemistry 2023
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Scheme 8 Schematic diagram of (a) synthesis of poly(styrene) via FRP, RAFT and ATRP. (b) Crosslinking of DVMs for dental resins reproduced with
modifications from ref. 50 with permission from John Wiley and Sons, copyright 2021.

primary chains at the gel point, [X], and D represent the initial
concentration of the crosslinker and the dispersity of the
primary chains in the absence of crosslinks respectively.
Examples of chain growth polymerization mostly focus on
divinyl polymerization, often by radical polymerization due to
simplicity of use. Industrially used examples of chain polymeriz-
ation leading to crosslinked networks includes hydrogels such as
contact lenses, polyacrylamide gels, ion exchange resins, dental
resins (Scheme 8b), and GPC column packing materials>**>°

Post polymerization crosslinking

Crosslinking of polymers is an essential process in the field of
polymer science that transforms branched or linear polymer
chains into polymeric network structures.’’ Post-polymeriz-
ation crosslinking is a highly effective processes of forming
polymeric network structures after the primary chain is syn-
thesized.>* Crosslinking after polymerization can be success-
fully accomplished on polymers containing pendant reactive
groups (Scheme 9).

These polymers are generally designed to include reactive
pendant groups along the polymer chain’s backbone.>® Epoxy
groups are an example that can be used as pendant group in

This journal is © The Royal Society of Chemistry 2023
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Scheme 9 Schematic of polymers containing pendant reactive groups.

polymer chain due to their shelf stability and ability to efficien-
tly react with suitable nucleophiles like amines and alcohols.”*
The crosslinking degree can be modulated to attain desired
qualities via controlling the crosslinking agent’s stoichiometry
and conditions of reaction.>® Additionally, post-polymerization
can be achieved through polymer with reactive terminal
groups as in telechelic polymer.>®

Similar to polymers with pendant reactive groups, these
terminal groups enable highly regulated crosslinking and post-
polymerization crosslinking can be attained through a variety
of methods. This could be accomplished through reacting the
terminal group with a crosslinking agent to form a crosslinked
network (Scheme 10b) or interaction between terminal groups
on different polymer chains (Scheme 10a).>® The advantage of

Polym. Chem., 2023, 14, 4503-4514 | 4509
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Scheme 10 Schematic diagrams of polymers containing terminal reactive groups (a) with another polymer with terminal reactive groups and (b)

with the addition of a multifunctional crosslinker.

the telechelic polymer approach is that the molecular weight
between crosslinks can be regulated by the primary polymer
length. Selecting suitable functional groups that comprise the
pendant or reactive group is an important feature of these
approaches. They should not only be stable during and after
the initial polymerization, but they should also have high reac-
tivity for post-polymerization crosslinking.’*>* Generally, iso-
cyanates,*® amines,”” and epoxides® are some of the suitable
functional groups that have been extensively explored for post-
polymerization crosslinking resulting in polymer networks
with unique properties for targeted applications.

An industrially relevant example of post polymerization
crosslinking is the vulcanization of rubber which involves
crosslinking of polyisoprene (rubber) with sulfur to obtain a
material with improved durability (Scheme 11).®

Networks by phase separation

Polymer network like properties can be achieved in the
absence of covalent crosslinks by leveraging phase separation
and microaggregation of polymer chains through non-covalent

interactions. A material consisting of immiscible or poorly
miscible polymer components, leads to the formation of dis-
tinct regions or microaggregates. These microaggregates effec-
tively connect the polymer chains through weak physical inter-
actions such as van der Waals forces, ionic interactions, hydro-
gen bonding, and aromatic stacking. As a result, the material
exhibits network-like behavior, including enhanced mechani-
cal properties. Notable examples include polyurethanes, which
intrinsically form hard and soft domains from their backbone
units and multiblock thermoplastic elastomers based on
hard-soft-hard triblock copolymers.

Polyurethane structure, illustrated in Scheme 12a, consists
of a hard segment and a soft segment. Phase separation in poly-
urethanes primarily relies on hydrogen bonding. The degree of
phase separation is influenced by the lengths of the hard and
soft segments as well as the hydrogen bonding interactions and
temperature. Significantly, the strength the material stem from
the hydrogen bonding between the N-H and C=O0 groups within
the hard domain.>**® By modulating these factors, physical and
mechanical properties of these polyurethane can be tailored,
allowing for wide range of applications such as coatings,
adhesives, textile and medical applications.®*

SN @ OOO
SN N ©o
SN NSNS A

SN

O =Sulfur

Scheme 11 Schematic diagram of vulcanization of rubber using sulfur.
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Scheme 12 a) Polyurethane networks and (b) self-assembly of ABA triblock copolymers into different domains (spherical, cylindrical, gyroid, and

lamella) through physical crosslinks.

Another notable example of materials exhibiting network-
like behavior is multiblock thermoplastic elastomers,
especially ABA triblock copolymers. These elastomers consist
of a soft midblock and two hard, glassy blocks at the ends
(ABA structure). The monomer chosen for the hard blocks typi-
cally has glass transition temperature above room temperature,
while the soft polymer has a glass transition temperature far
below room temperature. As a result of the incompatibility
between these polymer units, microphase separation occurs,
leading to the formation of two distinct domains: one rich in
the hard block and the other rich in the soft block as shown in
Scheme 12b. Prominent examples of such triblock elastomers
include polystyrene-poly(butadiene)-polystyrene (SBS)*> and
polystyrene-poly(isoprene)-polystyrene (SIS).**®* In these co-
polymers, the n-n stacking of the styrene blocks creates a phys-
ically crosslinked material, while the elastomeric behavior is
provided by the soft midblock. Recent advancements have
introduced new ABA thermoplastic elastomers with enhanced
properties, such as self-healing®® and degradability.®®
Adjusting the length and composition of the blocks allows the
mechanical properties to be modulated for specific
applications.®’

Conclusions

There are many approaches to the synthesis of polymer net-
works, although they generally adapt from the traditional step
and chain polymerization approaches. Multifunctionality is
key to network formation, since the polymerized multifunc-

This journal is © The Royal Society of Chemistry 2023

tional monomers serve as crosslinks in the network. Once the
polymers cross the gel-point the material has effectively infi-
nite molecular weight, with there being a pathway of covalent
bonds connecting any two parts of the polymer gel. Phase sep-
aration can enhance materials properties and in certain cases
also lead to network-like properties from linear chains. Due to
the insolubility caused by the effectively infinite molecular
weight of polymer networks, their characterization is more
complex than soluble polymers and will be highlighted in a
subsequent contribution.
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